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The increased anthropogenic emission level of CO, urges the development of CO,-responsive materials,
but is it possible to regulate the inherent electronic properties through weak physisorption of
a ubiquitous gas such as CO,? Herein, we intended to answer this imperative question by the first case
of CO,-actuated variable spin-state stabilisation in an interdigitated Hofmann-type coordination polymer
[Fe"Pd(CN)4L] (1, L = methyl isonicotinate), showing a wide shift in transition temperature (Teq) from 178
K at Pco, = 0 kPa to 229 K at Pco, = 100 kPa. Interestingly. the emergence of a stepped behaviour in the
heating process below Pco, = 10 kPa and overlapping magnetic susceptibility values above Pco, = 10
kPa elucidate the selective LS state stabilisation solely correlated with the extent of CO,
accommodation. Based on the magnetic response and phase transition diagrams obtained under
respective Pco,. a plausible scenario of the spin-state switching can be interpreted as (1;s + 1'hs) - (L +
1) = 1hs at Pco, = 10 kPa, 1,; — 1, at 100 kPa < Pco, = 32 kPa and 1,; — 1,,; — 1, at 100 kPa, where
1 and 1’ represent CO,-free and CO,-encapsulated states, respectively. The cooperative CO, sorption
with SCO based on the varied CO, pressure corroborates a novel case for developing CO,-responsive

Received 28th June 2024
Accepted 28th August 2024

DOI: 10.1039/d4sc04266b

Open Access Article. Published on 30 agosto 2024. Downloaded on 19/10/2025 00:19:35.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

rsc.li/chemical-science magnetic materials henceforth.

Introduction

Switchable magnetic materials that can be reversibly inter-
converted between two stable states in response to an external
stimulus are promising candidates for potential memory
devices."® Metal complexes, such as metal-organic frameworks
(MOFs)®*® or porous coordination polymers (PCPs),”'° that are
capable of accommodating guest molecules are of high interest
in this regard as the inherent porous nature can be used to
separate similar guest species'™* or even exhibit guest-induced
changes in their intrinsic properties," including emission,*
magnetic'®” and conductive properties,"”” amongst others.**>*
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Preceded by the remarkable example of guest-responsive
bidirectional spin-state switching,?*** the spin-crossover (SCO)
research outcome investigated the influence of subtle interac-
tions exerted by small guest molecules on effective spin-state
stabilisation of PCPs.>*® Nonetheless, the use of ubiquitous
gas molecules (such as N,, O, or CO,) to modulate SCO
behaviour in PCPs is underdeveloped,”* as the significant
variation of the crystal lattice volume resulting from the change
in the spin-state with relatively weak physisorption of the gas
remains highly unlikely,*** compared to the chemical pres-
sure® exerted by guests such as small organic molecules or
solvents.>»* Recent advances in the gas-responsive magnetic
phase transitions revolve around utilising nanometric pores
and***” open metal sites,*®* the use of paramagnetic gases,** or
even interlayer charge transfer*** by manipulating the elec-
tronic states. However, obtaining a significant SCO response
only through the physisorption of a gas such as CO, can be
narrowed down to a monomeric Co" complex* and a 3D
pseudo-Hofmann type framework.*”> While the former case
demonstrates the SCO induction in the CO,-admixed state, the
latter forfeits the SCO activity. Herein, we bridge this leap in the
literature by reporting the first case of fine-tuning the spin
states of an interdigitated Hofmann-type PCP [Fe"Pd(CN),L,]
(1, L = methyl isonicotinate), solely based on the selective
physisorption of CO, molecules in the framework.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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Scheme 1 (Left) Breathing effect vs. (right) gating effect in gas

adsorption of porous coordination polymers.

Traditionally, for a flexible porous crystal, the “breathing
effect” is demonstrated by a drastic expansion/contraction in
the pore volume upon increasing the partial pressure of the
adsorbent, usually leading to a two-step gas uptake, constituted
of (i) a transition from the originally opened pore to a closed
pore and (ii) opening of the closed pore (Scheme 1, left). On the
other hand, the abrupt increase in the adsorption capacity due
to the structural change or oscillations induced by the guest
admission/release is referred to as the “gating effect” (Scheme 1,
right), which is much more diverse and involves intricate
structural flexibility than simple expansion/contraction.'**®

Compared to the typically observed classical type I adsorp-
tion isotherms (Fig. 1a), a more energetically favourable coop-
erative transition constitutes adsorption over a narrow pressure
range and engages high working capacities defined as the
amount of gas adsorbed (Fig. 1b). On a temperature scale, the
consecutive temperatures of such a bistable process can be
defined as T and Tgc (GO, gate opening and GC, gate closing,
for adsorption and desorption, respectively), and the difference
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between them comprises the admixed state, based on the mode
of temperature swing. Interestingly, such a “gating effect” can
be correlated with the cooperative SCO dynamics where spin-
state change defines the working capacity between the two
states (Fig. 1c) using a thermal hysteresis loop (AT = Thear —
Teoo1)-” However, to successfully integrate the SCO behaviour
under the particular effect of physisorption, i.e., without the
coordination to open metal centres or any of the functional
groups, the adsorbate must (i) possess a flexible and porous
structural pattern to allow reversible insertion and removal of
the adsorbent and (ii) the adsorbate-adsorbent interactions
must be present as a subtle balance between the exerted
chemical pressure in favour of the HS state and the electrostatic
interactions in favour of the LS state, to regulate high cooper-
ativity in the crystal lattice. In addition, the adsorbent must
possess a necessary dipole or quadrupole moment that
promotes insertion into the adsorbate framework.

Inspired by our earlier demonstration of the modulation of
cooperativity from a single-to-four-step transition by de/re-
solvation of MeOH molecules in a 2D Hofmann-type PCP
1-1.3MeOH,*® we sought to rationalise the system under the
effect of a supercritical gas, such as CO,, which could only
impart weak dispersive interactions in the system. Notably,
removal of the MeOH molecules from 1-1.3MeOH exerts
stronger T-stacking interactions between the panelling ligands,
leading to our assumption that the intriguing gate-opening/
closing mechanism might be achieved under the influence of
CO,. Herein, we report the first example of CO,-actuated spin
transition tuning in 1, associated with a wide transition
temperature shift from 171 K (cooling)/185 K (heating) at Pco, =
0 kPa to 213 K (cooling)/244 K (heating) at Poo, = 100 kPa with
a maximum thermal hysteresis loop of ~65 K at Pco, = 10 kPa.
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idealised gas adsorption isotherms of (a) classical and (b) cooperative adsorbents using a smaller temperature swing, and (c) temperature-
dependent hysteretic spin transition. (Below) Schematic representation of the cooperative spin-transition under a CO, atmosphere and pure LS
states at low temperature before CO, adsorption (1;5), followed by CO, admixed states (1), based on Tgo and Tst and pure HS states above Tgc.
Tco. Toc and Tst correspond to gate opening, gate closing and spin transition temperatures, respectively.
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The highly selective CO, sorption and CO,-responsive spin-state
stabilisation can be tuned by varying the amount of CO, uptake,
Le. y PCOZ'

Results and discussion

Single crystal X-ray diffraction analysis of 1-1.3MeOH showed
that each of the Fe'" atoms is coordinated axially by two methyl
isonicotinate ligands and equatorially by the cyanide linkers of
four [Pd(CN),]>~ units, forming a {Fe[Pd(CN),]}.. grid with
Fe,Pd, square windows. Two such grids are arranged by inter-
ligand hydrogen bonding and lone pair---t interactions
between the carboxylate groups and m e~ cloud of the two
adjacent pyridyl rings, resulting in an interdigitated (2D)
framework (Fig. 2).

As indicated by the thermogravimetric analysis, framework 1
possesses excellent thermal stability up to 230 °C (Fig. S1, ESIf).
Comparison of the PXRD spectrum of 1 with that of the parent
framework 1-1.3MeOH showed that the framework pattern in
the desolvated phase is preserved (Fig. S2, ESI{), although
a structural phase transition is evident from the shifting of
peaks in the middle region (26 = 15-25°). FTIR spectra of
1-1.3MeOH and 1 indicate that the bonding of 1-1.3MeOH is
preserved in 1 (Fig. S3, ESIT). The variable temperature PXRD
diffraction analyses of 1 showed a thermally induced-phase
transition accompanied by SCO, as indicated by the peak shift
near the SCO transition temperature in both cooling and
heating processes (Fig. S4, ESIT). Structural flexibility deduced
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Fig. 2 Interdigitated structure of framework 1-1.3MeOH, stabilised by
inter-ligand hydrogen bonding and lone pair---1t interactions, and
adsorbent accessible voids are shown along crystallographic axis a.
Solvent MeOH molecules and H atoms are omitted for visual clarity.
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for 1 to house small guest molecules such as MeOH encouraged
us to check its adsorption capability for any gas molecules.
However, no adsorption for N, (77 K) and O, (90 K) was observed
even at 120 K (for both N, and O,, Fig. S5, ESI}). In contrast,
above T = 195 K, a sharp transition in the CO, adsorption
appeared, ~15 kPa CO, pressure (Pco,), which resulted in the
gate opening (GO) transition, and on increasing Pco,, reached
an adsorbed amount of ~50 mlgrp g ' (~1 molecule per
formula unit) at 100 kPa (Fig. 3a). The GO pressure (for
adsorption) and GC pressure (for desorption) steadily increased
with the temperature increase (up to 230 K). The temperature
dependence of the GO and GC pressure obeyed the Clausius—
Clapeyron relationship, d(In Pg)/d(In T ') = AHreans/Rg, where
AHrtraps is the variation in the transition enthalpy and R, is the
universal gas constant (Fig. 3¢, S6 and S7, ESIt), with estimated
enthalpy values of —27 kJ mol " and —52 k] mol " for GO and
GC, respectively.* The gated behaviour was also characterised
using the isobar plots (Fig. 3b), and for both cases, wide
hysteresis was observed (Fig. S6, ESIT). Based on these data, the
phase diagram of 1 under CO, (T vs. Pco, plot in Fig. 3c) was
created for the GO and GC processes, revealing an apparent
phase transition between 1 and 1-CO,, respectively.

Since 1 possesses a more restricted accessible pore, ie.,
structural reorganisation accessible only under the influence of
a small guest, we expected an interplay of the SCO response with
CO, adsorption. To check the consequence of the CO,-gated
behaviour in the respective magnetic properties of 1, variable
temperature magnetic susceptibility measurements (10-300 K)
at 0.5 K min~ " under an external magnetic field (Hg.) of 1 kOe
were conducted under varied CO, pressure using a home-built
gas cell (Experimental details, ESIt). First, after loading the
sample in the magnetometer, the gas cell was filled with 100 kPa
He (instead of vacuum) to enhance thermal conductivity. Upon
cooling, a HS-to-LS transition was observed at 171 K (171 K in
vacuo), while a complete LS-to-HS transition was observed upon
heating at 185 K (186 K in vacuo) revealing a bistable region of 14
K (AT = Ty — Tg; Fig. 4a, closed circle), which perfectly repro-
duces the SCO behaviour (Teq, ~178 K; Teq = (T + Tc)/2, where
Teqs T, and T refer to the average temperature of ST and
transition temperature in heating and cooling mode, respec-
tively) of the guest-free framework 1 under vacuum (Fig. 4a,
open circle). Notably, the coincidence of ST phenomena in these
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Fig.3 CO, adsorptionin 1 studied as (a) isotherms at different temperatures, (b) isobars at different CO, pressures (solid lines are a guide for the
eye), and (c) phase diagram for 1/1'/CO, determined from these measurements. The red (GC) and blue (GO) lines represent the fitting curves
based on the Clausius—Clapeyron equation (ESIt). The black solid line represents the saturated vapor pressure curve, distinguishing between the
solid and gas phases of bulk CO,.
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Fig. 4 Variation of the magnetic properties of framework 1 under CO, adsorption under Hyq. = 1 kOe. (a) Magnetic susceptibility plots in the
absence of any gas (open circles) and under 100 kPa He gas (filled circles). (b) The CO, pressure dependence of the magnetic susceptibility
measurements in cooling and (c) heating mode. First derivative plots are displayed at the bottom.

two cases dismissed the possibility of any additional LS state
stabilisation under the effect of applied gas pressure. Although
the slight changes in the transition temperatures (7. and Ty)
and the thermal hysteresis (AT, 15 K in vacuo vs. 14 K under 100
kPa He) can be attributed to the modification in experimental
setups.

Next, CO, gas at Pgo, = 1, 3.2, 10, 32, and 100 kPa was
introduced in the cell at 300 K, and the M-T measurements at
Hy. = 1 kOe were performed consecutively in the cooling and
heating mode (10-300 K). For the cooling mode shown in
Fig. 4b, a one-step transition from HS-to-LS was observed with
a gradual increase in the ST temperature (7; 173 K at Pco, = 1.0
kPa to 213 K at Pgo, = 100 kPa) with increased CO, pressure.
Meanwhile, the LS-to-HS transition in the heating mode
appeared in a stepwise fashion at Pgo, = 10 kPa, in which Ty
for the transition at lower temperature was approximately at 188
K in the all Poo, range of 1-10 kPa, while Tyy(,) for the transition
at higher temperature was increased from 224 K (P¢o, = 1.0 kPa)
to 240 K (Pco, = 10 kPa), elucidating that the physisorption of
the CO, molecules in the framework stabilise the LS state.
Interestingly, the T¢ and Tyyy), defined by the peak maxima of
OoxmT/6T vs. T plot (Fig. 4, bottom), differ significantly under the
same Pco,, indicating the presence of thermal hysteresis (AT)
with a temperature spread up to ~65 K at Pco, = 10 kPa (Fig. 4
and Table S1, ESIf). Similarly, the observed T.q variation
correlates well with the result obtained from CO, adsorption,
which indicates that the abrupt SCO behaviour observed for 1
under the CO, atmosphere is mainly associated with the gate-
opening CO, adsorption process.

Apparently, the emergence of the stepped behaviour in the
heating process under low CO, pressure (Pco, < 10 kPa)
intrigued us to investigate the plausible scenario that occurs
during the transition under the CO, atmosphere. The phase, as
well as the spin state, for each process strongly depends on
a relationship of three factors: (i) the CO, occupation rate in the
compound, (ii) GO and GC temperatures at each CO, pressure
applied, and (iii) intrinsic ST temperatures of pristine 1 and the
CO,-accommodated phase 1. Furthermore, the nature of each

© 2024 The Author(s). Published by the Royal Society of Chemistry

phase is basically determined by the cooling process under an
applied CO, pressure.

As evidenced from the phase diagram, the GO process
operates in the temperature range of ~160 to 230 K, while the
GC process is valid in the temperature region of ~190-250 K.
Thus, based on the Pgo, applied, a variation of the LS state
stabilisation for the CO,-admixed state (1') is presumed even-
tually in the temperature range of ~190-230 K (Fig. 5, ESIT),
based on the amount of CO, accommodated in the framework.

To delineate the magnetic transition under CO, sorption, the
overall process can be described by a total of four states, ie.,
without CO, (1,5 and 1) and with CO, (1;S and 1’hs). In the
cooling process at Poo, = 1 kPa, the ST at 173 K is owed to the
intrinsic ST of pristine 1, exhibiting a change from 1, — 1,
because of the presence of CO, adsorption GO at 170 K, namely,
the 1,5 phase adsorbed CO,. Notably, the magnetic susceptibility
changes around this temperature (Fig. 6a, green asterisk)
manifest that the transition from 1, to 1), might not be perfect
due to the slow CO, adsorption kinetics, and the two states are
mixed at temperatures below 170 K (1ps — 15 — 1;5 + 14, for
Pgo, = 1 kPa, Fig. 6a), whereas for Poo, > 10 kPa, the GO process
occurs in the range of 200-230 K, and the gradual transition to
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Fig. 5 (a) Correlation of the gated CO, sorption behaviour with the

SCO transition temperatures of framework 1 under variable CO,
pressures in the temperature range of 160-260 K; (b) HS fraction
population (yus) of 1 under variable CO, pressures (Pco, = 1 to 32 kPa)
in the temperature range of 190-230 K.
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sentative cartoon diagram of the SCO phenomenon occurring between different spin states of the framework 1. The red (GC) and blue (GO) lines
in the phase diagram represent the fitting curves based on the Clausius—Clapeyron equation.

the diamagnetic (LS) state occurs after or with the CO,
adsorption (1ps — 1;15 — 1’15, for Pgo, = 100 kPa, Fig. 6b).
Therefore, in the cooling cycle for Pgo, > 10 kPa, the CO,-
accommodated phase prevailed because of Tgo > Tc; the 1y,
phase adsorbed CO,, indicating 1,5 — 1/hs, followed by the ST at
Tc. However, the CO, occupation in the material was still
dependent on the CO, pressure, so the phase at Pqo, = 10 kPa
can be assigned to be a mixture of (1, + 1;,,) followed by the ST
to the (1,5 + 1,,) phase at 175 K, although the ratio of 1,,4/1, (i.e.,
1-CO,) was much lower than that of 1,/ (Fig. 5, right). The
heating process well displays the nature of the CO,-accommo-
dated mixture. Interestingly, at Pgo, < 10 kPa, the gated
adsorption in the framework occurs in a stepwise fashion, with
an increase in temperature, leading to two distinctive forms A
and B (Fig. 6¢ shows an instance at Pco, = 3.2 kPa). Below 173 K,
a mixed state of 1) + 1;; (form A) is active, and the SCO occurs
from the non-CO, adsorbed domain, ie., 1,3 — 1, The (1/15 +
1,s) mixed state B prevails in a step-level in the temperature
range of 173-220 K. The second form B undergoes a CO, release
at Tgc = 220 K, accompanied by SCO transition 1;5 — 1. On
the other hand, the transition at Pco, = 100 K at Ty = 245 K is
due to the intrinsic SCO phenomenon for 1-CO,, i.e., 1/ls — 1’hs,
because Tgc = 253 K > Ty (Fig. 6d), unlike the desorption-
induced SCO observed at Pco, < 10 kPa. For Pco, = 32 kPa,
the steep transition at ~240 K just overlapped with the SCO
transition of 1, — 1, and CO, release from 1), — 1y, The
materials at Poo, < 10 kPa are mixtures of 1 and 1-CO,, whose
ratios were determined to be ~72%, ~85% and ~98% 1-CO,
states induced at 226 K by CO, accommodation at Pco, = 1, 3.2,
and 10 kPa, respectively (Table S2 and Fig. S11, ESIT). We also
carried out in situ PXRD measurements to check the structural
changes during the adsorption and SCO process (Fig. S12, ESIT);

15614 | Chem. Sci, 2024, 15, 15610-15616

four states (1, 1ps, lis, and 1;“) are distinguishable in PXRD
patterns, providing further evidence of the SCO and gated
adsorption process shown in Fig. 6.

Based on the above phenomenon of the CO,-adsorption
actuated spin transition, we were intrigued to check the
generality of this method for similar guest molecules such as
CS,, which was reported to stabilise the LS states for 3D
Hofmann-type framework {Fe(pyrazine)[Pt(CN),]}.>***** Thus,
1-CS, was prepared by a liquid-to-liquid slow diffusion tech-
nique using a methanolic solution of CS, as the buffer layer
(Experimental section, ESIt). Single crystal X-ray diffraction
analysis performed at 100 K showed that 1-CS, crystallises in
a monoclinic crystal system in space group I2/c, similar to the
parent framework 1-1.3MeOH (monoclinic C2/c, at 90 K). While
the interdigitated nature was retained, two of the CS, molecules
were found to lie in the middle of the Fe,Pd, windows of two
parallel {Fe[Pd(CN),]}. grids with a short contact distance of
3.871 A with the nearest Pd centres and an array of C-H:--S
interactions with the surrounding ligands (Fig. S13, ESIT).
However, the Fe-N equatorial (2.041 and 2.030 A with Pd(CN),
units) and axial (2.117 A with panelling ligands) bond lengths
were found more towards the HS state, in stark contrast to
1-1.3MeOH. However, the instability of the sample at room
temperature due to rapid guest loss puts a restriction on
carrying out the dc magnetic susceptibility measurements of
the CS, analogue.

This structural anomaly for the CS,-encapsulated framework
1-CS, can be attributed to the larger atomic size and low elec-
tronegativity of the S in CS, exerting a significant chemical
pressure to result in the HS state of the Fe atoms, diminishing
the cooperative communication between the metal centres. On
the other hand, the relatively smaller size and high

© 2024 The Author(s). Published by the Royal Society of Chemistry
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electronegativity of O in CO, facilitate the electrostatic interac-
tions within framework 1, which is a prerequisite for gated
sorption behaviour and predominantly stabilises the LS state
with increased absorbate pressure.

Conclusions

Although the investigation of CO, capture using MOFs has been
quite explored lately, it is rare that they display CO,-indued
changes in their structure and properties.” The present study
provides an efficient and straightforward strategy for the
magnetic phase changes in situ by tuning the physisorption
amount of CO, without any change in the chemical properties
of framework 1. Based on the magnetic response and the phase
transition diagram obtained under the respective Pgo , the key
factor of the overall spin-state switching can be interpreted as
the stabilisation of LS states under the influence of CO,. We are
hopeful that the insights gathered from this work into under-
standing the mechanism by which switchable properties can be
controlled by gas adsorption will be helpful for the development
of future CO,-responsive materials for practical applications.
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