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rmoelectric performance of p-type
heavily Cu-doped polycrystalline SnSe via inducing
intensive crystal imperfections and defect phonon
scattering†

Xiaolei Shi, a Kun Zheng,b Min Hong, c Weidi Liu,a Raza Moshwan,a Yuan Wang,c

Xianlin Qu, b Zhi-Gang Chen *ca and Jin Zou *ad

In this study, we, for the first time, report a high Cu solubility of 11.8% in single crystal SnSe microbelts

synthesized via a facile solvothermal route. The pellets sintered from these heavily Cu-doped microbelts

show a high power factor of 5.57 mW cm�1 K�2 and low thermal conductivity of 0.32 W m�1 K�1 at 823

K, contributing to a high peak ZT of �1.41. Through a combination of detailed structural and chemical

characterizations, we found that with increasing the Cu doping level, the morphology of the synthesized

Sn1�xCuxSe (x is from 0 to 0.118) transfers from rectangular microplate to microbelt. The high electrical

transport performance comes from the obtained Cu+ doped state, and the intensive crystal

imperfections such as dislocations, lattice distortions, and strains, play key roles in keeping low thermal

conductivity. This study fills in the gaps of the existing knowledge concerning the doping mechanisms of

Cu in SnSe systems, and provides a new strategy to achieve high thermoelectric performance in SnSe-

based thermoelectric materials.
Introduction

With the capability of directly converting between heat and
electricity, thermoelectric materials provide a promising alter-
native energy supplement in applications by collecting the
waste-heat and assisting in nding new energy solutions.1,2 To
evaluate the converting efficiency, the unitless gure of merit ZT
is dened as ZT¼ S2sT/k and k¼ ke + kl, where s, S, k, kl, ke, and
T are the electrical conductivity, the Seebeck coefficient, the
thermal conductivity, the lattice thermal conductivity, the
electrical thermal conductivity, and the absolute temperature,3–5

respectively. A high ZT needs a low k and a high power factor
(S2s). Since S, s and ke are strongly coupled through the carrier
concentration (n), achieving high ZT values has been histori-
cally difficult. It is therefore essential to explore favourable
electrical transport properties to strengthen the energy conver-
sion efficiency, and to realize a low thermal transport speed to
eensland, Brisbane, QLD 4072, Australia.

Advanced Materials, Beijing University of
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The University of Queensland, Brisbane,

ESI) available: Fig. S1–S8 and Table S1.
relieve the heat loss at the same time. To achieve this goal, with
a narrow band-gap of �0.9 eV,2,6,7 tin selenide (SnSe) has
received great attention for applications in low-cost thermo-
electrics.8–11 A remarkably high peak ZT of �2.6 has been re-
ported along the b-axis of p-type SnSe crystals,8 where the
performance benets from the crystals’ reasonable s and low k

values at 923 K.12 However, as they suffer from potentially high
production costs and poor mechanical properties, SnSe crystals
are difficult to use in thermoelectric devices, and their critical
crystal-growth techniques have considerable limitations for
industrial scale-up.13 Meanwhile, there is strong controversy
over the high ZT of SnSe crystals due to the fact that the k values
determined in these crystals are not their intrinsic values,14,15

and the reinvestigation of single crystals has demonstrated
much higher k values.15 To overcome these challenges, poly-
crystalline SnSe has been considered as an alternative
approach.16 However, due to the low s values derived from low n
(<1018 cm�3), the ZT values (<0.3) have been found to be
undesirable for un-doped polycrystalline SnSe.8 As indicated
from previous calculations,17,18 the optimised n value of p-type
SnSe is �3 � 1019 cm�3 to reach an enhanced ZT value, so
that there is a great potential to enhance these values through
effective engineering.

Doping and/or alloying have been widely used for tuning n to
achieve desired s values.19,20 Various elements, such as alkali
metals (Na and K),21–28 I-B group metals (Cu and Ag),29–36 and
halogens (Cl, Br and I),37–41 have been used as dopants in either
This journal is © The Royal Society of Chemistry 2018
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p-type or n-type SnSe.16 As a typical I-B group metal and its
abundant availability in earth, Cu, each atom having one
valence electron (similar to alkali metals), becomes a good
candidate to for tuning n,29 and in turn for improving s.31

However, the fundamental mechanisms, such as the Cu doping
limit and its valence state in SnSe, are still unclear. Recent
studies have shown that to achieve homogeneous Cu doping in
SnSe is a challenge,29 and the secondary phase (such as Cu2Se)
generated during the synthesis is difficult to remove from the
system via the post-melting route.29 Furthermore, there is no
direct structural evidence to demonstrate the doping behav-
iours of Cu in SnSe crystals. Therefore, urgent attention is
needed to clarify these fundamentals via critical structural and
chemical characterizations, which will illustrate the doping
behaviours, and effectively improve s to benet the energy
conversion efficiency.

To explore these fundamental mechanisms and achieve
a high thermoelectric performance at both low and high
temperatures, in this study we fabricated Cu-doped SnSe
microbelts via a simple solvothermal method as illustrated in
Fig. 1(a), from which a high doping limit of Cu (11.8%) in SnSe
microbelts was achieved for the rst time. The secondary phase
Fig. 1 Illustrations of heavily Cu-doped SnSe (Sn1�xCuxSe): (a) fabrication
(d) obtained ZT values.

This journal is © The Royal Society of Chemistry 2018
(Cu2Se) in the synthesized products can be found when exces-
sive Cu is doped in SnSe, but this was effectively removed
through sonic separation and centrifuging aer the sol-
vothermal synthesis. Through detailed structural characteriza-
tion as illustrated in Fig. 1(b), it was found that with increasing
the Cu doping level, the morphology of Sn1�xCuxSe (x is from
0 to 0.118) can be tuned from rectangular plates to microbelts.
Both Cu+ and Cu2+ valence states were conrmed in the
synthesized Sn1�xCuxSe via XPS analysis. The observed lattice
distortion plays a dominant role in keeping the heavily doped
SnSe microbelts in the orthorhombic structure. Aer being
sintered into pellets as illustrated in Fig. 1(c), the comprehen-
sive thermoelectric properties, such as carrier mobility (m), n, s,
S, S2s, and k, were measured and calculated, which led to a high
ZT of �1.41 at 823 K when x ¼ 0.118, as shown in Fig. 1(d),
indicating that our heavily Cu-doped SnSe has full potential for
applications in high temperature thermoelectric devices.
Results and discussion

To understand the extraordinary thermoelectric performance
found in our heavily Cu-doped SnSe, we rst investigated the
process; (b) characterization techniques used; (c) sintering process and

Chem. Sci., 2018, 9, 7376–7389 | 7377
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solubility of Cu in SnSe via X-ray diffraction (XRD) analysis and
electron probe micro-analysis (EPMA), and then studied the
valence state of Cu in SnSe via X-ray photoelectron spectroscopy
(XPS). Detailed characterizations by scanning electron micros-
copy (SEM), high resolution transmission electron microscopy
(HR-TEM), spherical aberration corrected scanning trans-
mission electron microscopy (Cs-STEM) with high-angle
annular dark-eld (HAADF) imaging and energy dispersive
spectroscopy (EDS) are presented and discussed to explain the
fundamental reasons for the obtained high thermoelectric
performance.
Fig. 2 (a) XRD patterns of synthesized products with different r and x val
images of synthesized products for (c) x ¼ 0, (d) x ¼ 0.05, and (e) x ¼
synthesized products for x ¼ 0. (g) Magnified SEM image of the circle
synthesized products for x ¼ 0.118. (i) Magnified SEM image of the circle

7378 | Chem. Sci., 2018, 9, 7376–7389
In this study, we use Na2SeO3 as the Se source, SnCl2$2H2O
as the Sn source, and CuCl2 as the Cu doping source. To study
the solubility of Cu in SnSe, we dene the molar percentage r of
CuCl2 in the total amount of CuCl2 and SnCl2$2H2O. The
selected r values in this study were 0% (no CuCl2 added), 1%,
2%, 5%, 7.5%, 10%, 20%, and 30%, respectively. Through
detailed EPMA studies, the Cu doping level (dened as x for
Sn1�xCuxSe) from different r values was found as 0%, 1%, 2%,
5%, 7.5%, 10%, 11.8%, and 11.8%, respectively, indicating that
the solubility of Cu in the SnSe system is 11.8%. In the cases of
r ¼ 20% and 30%, an obvious secondary phase of Cu2Se can be
ues. (b) Magnified XRD patterns to see the peak deviation at 400*. SEM
0.118, to see the morphology variation. (f) Magnified SEM image of
d area in (f) to show the (100) surface. (h) Magnified SEM image of
d area in (h) to show the (100) surface.

This journal is © The Royal Society of Chemistry 2018
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identied when the doping concentration is beyond the solu-
bility (11.8%) of Cu in the SnSe system. However, the secondary
phase can be effectively removed through ultrasonic separation
and centrifuging techniques aer the solvothermal synthesis;
a detailed discussion is shown in the ESI, Fig. S1(a–c).† There-
fore, the obtained nal synthesized products with r ¼ 20% and
30% are almost single-phase Sn0.882Cu0.118Se microbelts.

Investigating the structural characteristics of our synthe-
sized products, Fig. 2(a) shows their XRD patterns. All diffrac-
tion peaks for all products can be exclusively indexed as the
orthorhombic-structured SnSe, and a Pnma space group (Stan-
dard Identication Card, JCPDS 48-1224). As can be seen in
Fig. 2(a), the strongest peak is the 400* peak for all products,
suggesting that all products should possess signicant {100}
surfaces. Because the 400* peak is much more signicant than
the other peaks, it is hard to see most of the peaks in detail. To
Fig. 3 (a) TEM image of a typical SnSe microplate for x ¼ 0, correspondin
(a). (d) TEM image of a section of a typical SnSemicrobelt for x¼ 0.118, ins
image with a dislocation shown in the inset. (f) TEM image showing signifi
SnSe microbelt for x ¼ 0.118.

This journal is © The Royal Society of Chemistry 2018
solve this problem, we magnied one of our XRD patterns (r ¼
20%) as shown in Fig. S1(c),† from which all peaks can be
exclusively indexed as the orthorhombic-structured SnSe, and
no secondary phase can be found. Fig. 2(b) shows detailed 400*
diffraction peaks for different r values, indicating that for r >
0%, all 400* peaks deviate from the standard value at 2q ¼
31.081�. Even for r ¼ 0%, the slightly right-shied 400* peak
indicates the Sn vacancies exist in the SnSe structure.10 Our
extensive EPMA studies found that the true atomic ratio of
Sn : Se is �0.996 : 1. With an increase of the Cu doping level,
the 400* peaks shi towards a higher 2q, indicating that Cu
atoms are incorporated into the SnSe lattice. Because the size of
Cu ions is smaller than Sn ions, the Cu-doping leads to
a decrease of the lattice parameter a.42 However, for r > �10%,
no further observable shi of the 400* peak suggests that the
doping limit of Cu in SnSe is reached, agreeing with the EMPA
g (b) HRTEM image and (c) SAED pattern taken from the plate shown in
et showing the corresponding SAED pattern, (e) corresponding HRTEM
cant strain contrast. (g) EDS map and spot analysis taken from a typical

Chem. Sci., 2018, 9, 7376–7389 | 7379
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results, which is a surprising value. To doubly conrm this, we
also synthesized products with r ¼ 11.8%, as shown in the
yellow-highlighted regions in both Fig. 2(a) and (b). It is clear to
see that the peak shi from r ¼ 11.8% is same as that from r ¼
20% and r ¼ 30%, indicating that the solubility of Cu in the
SnSe structure is 11.8%. A detailed discussion about the varia-
tions of the calculated lattice parameters (a, b, and c) and unit
cell volume can be seen in Fig. S2 in the ESI.†

Cu doping has been reported to contribute to a morphology
and/or facet change for many materials during their single
crystal growth via various solution methods.43–45 For the case of
single-crystal SnSe synthesized via our solvothermal route,
Fig. 4 (a) STEM HAADF image of microbelt (x ¼ 0.118) viewed along the
Area-2 was taken from an area across the strain field. HR-STEM HAAD
parameters, axes, and Sn/Cu atoms in purple and Se atoms in green
arrangement of atoms. (d) Intensity line profile-1 with illustrated crystal str
with illustrated crystal structure viewed along the c-axis, and (f) intensity

7380 | Chem. Sci., 2018, 9, 7376–7389
morphological evolution in Cu-doped SnSe was also observed.
Fig. 2(c–e) show typical SEM images of the synthesized products
for x ¼ 0, 0.05, and 0.118 (r ¼ 20%), respectively. For x ¼ 0, as
shown in Fig. 2(c), the synthesized products have a typical
rectangular plate-like morphology, and their lateral dimensions
vary between 30 and 200 mm, similar to the reported
morphology.10,46 Interestingly, with increasing x, the
morphology of SnSe gradually transfers from rectangular plate-
like into long belt-like morphology. More evidences of the
morphology transition are shown in Fig. S3(a–f) in the ESI.† To
determine the preferred facets for different x values, detailed
SEM investigations were performed. Fig. 2(f) shows a SEM
a-direction with strain fields. Area-1 was taken from a normal area and
F images of (b) Area-1 and (c) Area-2. The overlays in (b) show cell
. The yellow dashed circles in (c) show the areas with a disordered
ucture viewed along the b-axis, (e) intensity line profile-2 taken from (b)
line profile-3 taken from (c).

This journal is © The Royal Society of Chemistry 2018
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image of the synthesized SnSe plates with x¼ 0, from which the
circled area is magnied as shown in Fig. 2(g), in which the
(100) surface is labelled. It is of interest to note that, compared
with other surfaces, the SnSe microplates possess signicant
{100} surfaces, which explain why 400* is the strongest peak. To
illustrate the potential surfaces of our SnSe microplates, we
simulated the single crystal microplate of SnSe using soware
(WinXMorph),47 and the corresponding crystal model is shown
in Fig. S4(a) of the ESI.† On the other hand, Fig. 2(h) shows the
SEM image taken from a typical Sn0.882Cu0.118Se microbelt,
from which the circled area is also magnied as shown in
Fig. 2(i) with the labelled (100) surface. {100} are still the most
signicant surfaces on the microbelts. Besides, Fig. 2(i) shows
many surface steps parallel to the axial direction of the belt,
which is likely to be caused by the irregular stacking of Sn–Se
thinner belts. To illustrate the facets of our heavily Cu-doped
SnSe, we also simulates the single-crystal microbelts using
soware (WinXMorph),47 and the corresponding crystal model
is shown in Fig. S4(b) of the ESI.†

Fig. 3(a) shows a TEM image taken from a typical SnSe
microplate, in which the electron beam is parallel to the normal
direction of the plate. Fig. 3(b) and (c) are the HRTEM image
and selected area electron diffraction (SAED) pattern taken from
Fig. 5 (a) Survey scan of XPS spectra for synthesized products with x¼ 0.
Cu 2p.

This journal is © The Royal Society of Chemistry 2018
the thin corner area of the plate, and show that the plate has the
orthorhombic structure and has a {100} surface. Fig. 3(d) is
a TEM image taken from a section of a typical Sn0.882Cu0.118Se
microbelt with a width of �300 nm. The inset is the SAED
pattern taken along the d zone-axis, showing that the axial
direction of the belt is parallel to the direction. Fig. 3(e) is the
corresponding HRTEM image, showing the typical ortho-
rhombic structure. Dislocations are oen found through our
HRTEM investigations, and an example is shown in the inset in
Fig. 3(e). Fig. 3(f) is an HRTEM image taken from a relatively
larger area in a belt, and shows a signicant strain contrast.
Such a strain contrast could be caused by the local non-
uniformity of Cu doping and a possible mixture of Cu+ and
Cu2+. To conrm this, energy dispersive spectroscopy (EDS)
mapping was performed. We used a Mo grid rather than a Cu
grid to avoid Cu impact from the grid. Fig. 3(g) shows respective
the EDS maps for Se, Sn, and Cu, and overlapped images from
a typical microbelt. All of the elements are well distributed,
indicating the successful doping of Cu in the SnSe system. The
local non-uniformity of Cu can also be seen. Besides, extensive
EDS measurements are used to analyse the Cu concentration,
and an example is shown in Fig. 3(g), which agrees with our
EPMA analysis.
118. High-resolution scans of XPS spectra for (b) Sn 3d, (c) Se 3d, and (d)

Chem. Sci., 2018, 9, 7376–7389 | 7381
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To understand the detailed structural characteristics of the
Sn(Cu)/Se slabs stack, Cs-corrected STEM-HAADF investigations
were performed. Fig. 4(a) is a STEM-HAADF image taken from
a typical Sn0.882Cu0.118Se microbelt viewed along the a-axis,
which also shows non-uniform contrast and varied structural
patterns, suggesting the local elemental variation. This explains
the strain contrast observed in Fig. 3(f). In fact, such local
compositional variation and dislocations cause lattice distor-
tions, which in turn enhance the phonon scatterings. Fig. 4(b)
and (c) show HR-STEM HAADF images of Area-1 and Area-2
indicated in Fig. 4(a), respectively. For Area-1, the overlays in
Fig. 4(b) show lattice parameters, axes, and Sn/Cu atoms in
purple and Se atoms in green (shown in the dashed rectangle).
The dotted white rectangle in the centre of the overlay indicates
the projected unit cell, and the theoretical values of c and b are
Fig. 6 Plots of measured properties of (a) T-dependent s; (b) T-depende
dependent k with inset of T-dependent D; (g) T-dependent ke, (h) T-d
experimental ZTs with predicted plots for our Cu-doped SnSe pellets.

7382 | Chem. Sci., 2018, 9, 7376–7389
4.439�A and 4.186�A, respectively.48,49 The clear atomic structure
of SnSe with no atom disarrangement was observed. Fig. 4(d)
and (e) are the intensity line prole-1 (dashed orange line) taken
along the c-axis and prole-2 (dashed blue line) taken along the
b-axis in Fig. 4(b), respectively. As can be seen, the measured cell
parameter for c was �0.44 nm, which is close to the calculated
value (4.44 �A). Similarly, the measured cell parameter of b in
Fig. 4(e) is �0.41 nm, which also is close to the calculated value
(4.13 �A). All of these evidences demonstrate the nature of the
orthorhombic structure of SnSe. Considering the slight differ-
ence between peak intensities shown in Fig. 4(d) and (e), it is
predicted that Cu2+ substitutes the position of Sn2+, resulting in
weakened peaks. For Area-2, the yellow dashed circles in
Fig. 4(c) show the areas with a disordered arrangement of
atoms. Fig. 4(f) is an intensity line prole-3 taken from Fig. 4(c)
nt n; (c) T-dependent m; (d) T-dependent S; (e) T-dependent S2s; (f) T-
ependent kl with inset of 1000/T-dependent kl and (i) comparison of

This journal is © The Royal Society of Chemistry 2018
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(dashed red line) along the c-axis, from which the measured
disordered arrangement of atoms possesses a symmetry line,
indicating the potential existence of Cu+ illustrated by the
inserted crystal structure in Fig. 4(f).

To conrm the co-existence of Cu+ and Cu2+ in our Cu-doped
SnSe, XPS analysis was performed. Fig. 5(a) shows the survey
scan for synthesized Sn0.882Cu0.118Se microbelts, indicating the
presence of Sn 3d, Se 3d, and Cu 2p energy states, without any
energy states of other elements except for O and C. To analyse
the detailed information of Sn, Se, and Cu, Fig. 5(b–d) respec-
tively show high-resolution scans of XPS spectra for Sn 3d, Se
3d, and Cu 2p, from which both Sn and Se atoms present single
valence states. For Sn, the peaks corresponding to Sn 3d3/2 and
Sn 3d5/2 are singlets, and no accessorial binding energy peaks
can be found, indicating the divalent characteristic of the Sn
ions. For Se, a binding energy peak at 53.7 eV corresponds to Se
3d.46 For Cu, as shown in Fig. 5(d), strong peaks corresponding
to Cu 2p3/2 were observed at �933 eV, indicating the successful
doping in SnSe. Interestingly, there were two valence states for
the Cu ions (Cu+ for the peak at 932 eV and Cu2+ for the peak at
935 eV) in SnSe, which is a new nding in the doping behaviour
of Cu. The quantied at% of Cu agreed with the proposed 11.8%
of Cu.

To understand the thermoelectric properties of our Cu-
doped SnSe microbelts, we sintered as-synthesized products
(with x ¼ 0, 0.01, 0.02, 0.05, 0.075, 0.1 and 0.118, respectively)
into pellets, and cut the pellets into rectangular chips to
measure and calculate the key properties (s, S, S2s and k)
between 300 and 873 K. Considering that all properties except S
measured along the t directions (perpendicular to the sinter-
ing pressure) are higher than those measured along the k
directions (parallel to the sintering pressure) due to the
anisotropy (shown in Fig. S5 in the ESI†),8,10,50 we chose the t

direction as the main measured direction in the following
discussions. Fig. 6(a) shows the measured temperature-
dependent s parameters for pellets with different x values.
Aer doping with Cu, the s values were greatly enhanced at low
temperature (from 300 to 450 K) and high temperature (above
Table 1 The r, n, m, s, S, S2s, Cp, and k of Cu-doped SnSe for x ¼ 0, 0.01,
high temperature (873 K)

Parameter x ¼ 0 x ¼ 0.01 x ¼ 0.0

r (g cm�3) 6.084 6.068 6.089
n (cm�3) at 300 K 1.82 � 1017 2.84 � 1017 4.63 �
n (cm�3) at 873 K 1.81 � 1018 1.60 � 1018 2.31 �
m (cm2 V�1 s�1) at 300 K 160.7 112.9 85.6
m (cm2 V�1 s�1) at 873 K 34.0 30.2 28.5
s (S cm�1) at 300 K 4.7 5.1 6.4
s (S cm�1) at 873 K 9.9 7.7 10.5
S (mV K�1) at 300 K 504.6 481.8 458.4
S (mV K�1) at 873 K 433.5 422.3 406.2
S2s (mW cm�1 K�2) at 300 K 1.19 1.2 1.33
S2s (mW cm�1 K�2) at 873 K 1.85 1.38 1.74
Cp (J g�1 K�1) at 300 K 0.273 0.272 0.270
Cp (J g�1 K�1) at 873 K 0.288 0.286 0.283
k (W m�1 K�1) at 300 K 0.93 0.86 0.82
k (W m�1 K�1) at 873 K 0.47 0.45 0.43

This journal is © The Royal Society of Chemistry 2018
773 K) when x ¼ 0.118. As can be seen, two regions for s exist.
From 323 to 573 K (the rst region), a typical metallic transport
behaviour can be observed. Aer being heavily doped with Cu,
the metal cations (especially Cu+) increased. In this situation,
with increasing the temperature, the vibration of the metal
cations becomes more intensive than their un-doped counter-
parts, which severely impede the carrier transport, resulting in
a drastic drop in s.8 From 573 to 873 K (the second region),
typical thermally activated semiconducting behaviour derived
from the thermal excitation of the carriers is seen, which is
similar to the case of single crystals.8 Besides, the strong bipolar
effect,51 arising between 500 and 600 K, can produce additional
holes, leading to a rapid n increase, and in turn increasing s.18

These results indicate that the doped Cu (mainly Cu+) can
signicantly improve the s of pure SnSe at high temperature by
strengthening the thermal excitation of the carriers, even
though it results in a slight reduction of s at medium temper-
ature, which is why the pure SnSe sample outperforms most of
the Cu-doped samples in this temperature range.

As discussed above, the greatly enhanced s aer being
heavily doped with Cu should come from the n enhancement in
the Cu-doped SnSe, as suggested in our measured n and m

values (see Fig. 6(b) and (c), respectively). To clearly present the
key properties, Table 1 summarizes the measured n, m, s, S, S2s,
Cp, and k values of Cu-doped SnSe at both room temperature
(300 K) and high temperature (873 K). As can be seen, with
increasing the Cu doping level, n is drastically enhanced by
roughly one order of magnitude from 1.82 � 1017 to 3.44 � 1018

cm�3 at room temperature, resulting in an obvious s

enhancement. This is because with an increase in the Cu
doping level, the proportion of Cu+ in the SnSe system is
increased, resulting in the rise in n. For m, Fig. 6(c) indicates the
relationship with T. In fact, the relation of the power law (m f

Td) governs the variation of m as a function of T.46,52 There are
two regions for m. In the rst region, from 300–673 K, m

decreases with T roughly following the curves related to m f

T�1.5, even though the curves uctuate more for Cu-doped SnSe,
indicating that the scattering mechanism should still be
0.02, 0.05, 0.075, 0.1 and 0.118 at both room temperature (300 K) and

2 x ¼ 0.05 x ¼ 0.075 x ¼ 0.1 x ¼ 0.118

6.112 6.125 6.14 6.142
1017 9.48 � 1017 1.7 � 1018 2.94 � 1018 3.44 � 1018

1018 3.86 � 1018 6.48 � 1018 1.58 � 1019 2.04 � 1019

76.2 71.6 58.3 57.2
27.7 24.5 18.7 16.4
11.6 19.5 27.4 31.6
17.1 25.4 47.5 53.7
408.1 355.3 297.9 282.7
387.2 356.8 324.6 315.3
1.93 2.46 2.43 2.52
2.57 3.24 5.01 5.34
0.260 0.257 0.253 0.252
0.272 0.267 0.264 0.262
0.73 0.68 0.62 0.58
0.4 0.36 0.33 0.33
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dominated by acoustic phonon scattering.46,52 In the second
region, at high temperatures of 673–873 K, m increases with T
roughly following the curves related to m f T2.3, which
contributes to higher electrical transport properties above 673
K, indicating that an additional scattering mechanism should
exist.46,52 Previous studies have shown that potential barrier
scattering at grain boundaries and/or crystal defects combined
with phonon scattering may cause such a special m f Td rela-
tionship.46,53,54 Considering that our Cu-doped SnSe has inten-
sive crystal defects, these results are reasonable. Meanwhile, an
increase in the Cu doping level, m decreases gradually, which
should be derived from the lattice distortion in SnSe, which
scatters the transport of carriers. Fig. 6(d) shows the measured
temperature-dependent S values for pellets with different x
values, in which giant S values can be observed within the
moderate temperature range (from 450 to 700 K), similar to the
case for SnSe single crystals.8 The peak S value found in single
crystals (�600 mV K�1 at 525 K along the a-axis)8 is slightly lower
than our peak S value (�700 mV K�1 at 523 K with x¼ 0.01). Such
peak S values come from the bipolar transport.51 With
increasing x, the bipolar transport occurring shis slightly to
a higher temperature, indicating the increase of n. Fig. 6(e)
shows the determined temperature-dependent S2s data for
pellets with different x values. It is clear to see that the s values
Fig. 7 Calculated band structure of (a) SnSe and (b) Sn0.882Cu0.118S
Sn0.882Cu0.118Se.

7384 | Chem. Sci., 2018, 9, 7376–7389
play a dominant role in determining S2s, and the peak S2s value
of 5.57 mW cm�1 K�2 can be found at high temperature (823 K)
in the Sn0.882Cu0.118Se pellet.

To further understand the electrical transport properties of
our heavily Cu-doped SnSe, we performed density function
theory (DFT) calculations to illustrate the evolution of the band
structure of SnSe aer Cu-doping. Fig. 7(a) and (b) show the
calculated band structures of SnSe before and aer heavy Cu-
doping, respectively, and the valence band maxima are both
pinned to 0 eV in energy. For pure SnSe, as shown in Fig. 7(a),
two distinct conduction bandminima can be observed around Y
and G points of the Brillouin zone, which are denoted as CB1

and CB2, respectively. For the valence band, six maxima can be
clearly depicted, with two principal ones lying along the G–Z
line. For the heavily Cu-doped SnSe, as shown in Fig. 7(b), there
are also two distinct conduction bandminima around the Y and
G points of the Brillouin zone, denoted as CB1 and CB2.
However, for the valence band, different from the pure SnSe, the
maxima is not as sharp as pure SnSe, and obvious band
convergence of multiple-valences can be observed aer heavy
Cu-doping, which is responsible for the enhanced S2s.2,55

Fig. 7(c) and (d) show the calculated density of states (DOS) of
SnSe before and aer heavy Cu-doping, respectively. Taking
Fig. 7(a) and (b) into the consideration, it is clear that the doped
e, and the calculated density of states (DOS) of (c) SnSe and (d)

This journal is © The Royal Society of Chemistry 2018
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Cu (mainly by Cu_d) enhances the DOS at the valence bands,
indicating the increase of n, agreeing with the experimental
results. Overall, the heavy Cu-doping can signicantly improve
the hole concentration in SnSe and result in an enhanced S2s.

By using k ¼ DCpr,10 the temperature-dependent k values for
pellets with different x values can be calculated and plotted, as
in Fig. 6(f). The D values are plotted in the inset of Fig. 6(f) as
a reference, and the measured Cp and r values are also listed in
Table 1. With increasing x, k decreases gradually, which could
be derived from increased lattice distortions in SnSe, which
contribute to effective phonon scatterings. A low k of 0.32 W
m�1 K�1 is achieved at 823 K in the Sn0.882Cu0.118Se pellet.
Fig. 8 (a) XRD patterns of sintered SnSe pellets (both pure SnSe and Sn0
direction. (b) Magnified XRD patterns to see the peak deviation at 111* an
and (d) Sn0.882Cu0.118Se pellets. (e) Corresponding EDS mapping results
sliced using an ultramicrotome as shown in the inserted TEM image. (g)
contrast. (h) HRTEM image to show a grain boundary.

This journal is © The Royal Society of Chemistry 2018
Because the densities of our sintered pellets are relatively high
(all >98.2%),8,14 these k values are close to the intrinsic value of
isotropic SnSe. To understand the observed low k in our pellets,
we investigated the lattice contributions (kl) and electrical
contributions (ke). ke and kl are determined by ke ¼ LsT and kl ¼
k � ke according to the Wiedemann–Franz law,56 where L is the
Lorenz number and L z 1.5 � 10�8 V2 K�2 is used in this study,
as calculated using the single parabolic bandmodel57–59 as shown
with calculation details in Section 6 of the ESI.† In fact, L¼ 1.5�
10�8 V2 K�2 has been widely used previously since, for SnSe, the
k signicantly depends on phonon scattering.2,8,10,16 Fig. 6(g)
shows plots of the determined temperature-dependent ke for
.882Cu0.118Se) measured along both the t (yellow line) and k (blue line)
d 400*. SEM images of polished surfaces taken from sintered (c) SnSe
for (d). (f) Magnified TEM image taken from a laminar TEM specimen
[100] zone-axis HRTEM image with inserted FFT pattern to show strain

Chem. Sci., 2018, 9, 7376–7389 | 7385
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pellets with different x values, in which the obtained s shown in
Fig. 6(a) were used for determining ke. Our obtained ke values
possess the same trend as for s, but the values are very low (all
<0.05 W m�1 K�1 over the entire temperature range). Fig. 6(h)
plots kl using kl ¼ k � ke for pellets with different x values, where
all of the kl values are signicantly low, in particular, only
�0.25Wm�1 K�1 at 823 K for x¼ 0.118. It should also be noticed
that our achieved kl value is close to the calculated minimum
kl (kl min) via a classical Debye–Cahill model,60 from which the
calculated kl min were 0.26, 0.36 and 0.33 W m�1 K�1 along the
a-, b- and c-axis,8,17 respectively. In fact, because this calculation is
based on the intrinsic SnSe without doping and an ideal relative
density of 100%, our achieved kl values are slightly lower than the
calculated kl min, which is reasonable. The inset of Fig. 6(h) shows
the plots of kl as a function of 1000/T for pellets with different x
values and all show a linear relationship, indicating that the
phonon scatterings are dominated by the Umklapp phonon
scattering.61,62 Such low kl values are attributed to the strongly
anharmonic bonding,8,62–67 as well as crystal imperfections such
as the lattice distortions caused by local non-uniform doping and
dislocations and grain boundaries (or interfaces).68,69 The calcu-
lated kl/k ratio for our pellets are all greater than 80%, indicating
that the phonon transport dominates the k values, as shown in
Fig. S6(b) in the ESI.† Fig. 6(i) shows a comparison of experi-
mental ZT values with predicted values by calculation at 823 K,
Table 2 Comprehensive summary of the thermoelectric performance o
as ST, hydrothermal is abbreviated as HT, melting is abbreviated as M, zo
state solution is abbreviated as SSR, mechanical alloying is abbreviated a
abbreviated as SPS. The * means that the n values were measured at ro

Product
Synthetic
method ZT T (K)

s

(S cm�1)
S
(mV K�

11.8% Cu-doped SnSe ST + SPS 1.41 823 �55.9 �315.
Sn0.97Cu0.03Se M + HP 0.79 823 �35.0 �325.
Sn0.98Cu0.02Se M + A + SPS 0.7 773 �42.4 �238.
Sn0.99Cu0.01Se HT + HP 1.2 873 �36.4 �313.
Sn0.99Ag0.01Se M + A + HP 0.6 750 �45.9 �344.
Sn0.99Ag0.01Se M + A + SPS 0.74 823 �54.8 �330.
Sn0.985Ag0.015Se M 1.3 773 �44.7 �344.
Sn0.97Ag0.03Se ST + SPS 0.8 850 �90.3 �266.
Sn0.99Na0.01Se M + A + SPS 0.85 800 �100.4 �271.
Sn0.99Na0.01Se M + SPS 0.75 823 �49.6 �311.
Sn0.99Na0.01Se M + SPS �0.8 800 �81.2 �267.
Sn0.985Na0.015Se M + MA + HP �0.8 773 �37.9 �298.
Sn0.98Na0.02Se SPS 0.87 798 �56.4 �288.
Sn0.97Na0.03Se SPS 0.82 773 �65.1 �280.
Sn0.99Na0.005K0.005Se MA + SPS 1.2 773 �34.9 �374.
Sn0.995Na0.005SeCl0.005 SSR + HP 0.84 810 �79.2 �228.
Sn0.99Na0.01Se0.84Te0.16 MA + SPS 0.72 773 �67.4 �275.
(Sn0.96Pb0.04)0.99Na0.01Se M + SPS �1.2 773 �89.4 �269.
Sn0.99K0.01Se MA + SPS �1.1 773 �18.6 �421.
Sn0.995Tl0.005Se M + HP 0.6 725 �68.9 �300.
Sn0.99In0.01Se M + HP 0.2 823 �6.53 �350.
Sn0.9Ge0.1Se M — 400 — �843.
Sn0.96Ge0.04Se ZM + HP 0.6 823 35.6 �378.
Sn0.99Zn0.01Se M + HP 0.96 873 �74.1 �328.
Sn0.97Sm0.03Se M + HP 0.55 823 �33.6 �250.
SnSe0.985Cl0.015 M 1.1 773 �25.5 �399.
SnSe0.9Te0.1 ST + SPS 1.1 800 �57.4 �322.

7386 | Chem. Sci., 2018, 9, 7376–7389
where the calculation was based on a single parabolic band
model (detailed calculations can be seen in Section 6 of the
ESI†).57–59,70 It is clear to see that our measured n value (2.04 �
1019 cm�3) is very close to the predicted value (�3 � 1019 cm�3),
which can result in a peak ZT of�1.5, indicating that there is still
scope for achieving a higher ZT.

To further understand the low kl data, we analysed our sin-
tered pellets by XRD, SEM and TEM characterizations, and the
results are shown in Fig. 8. Fig. 8(a) shows typical XRD results
for both pure SnSe and Sn0.882Cu0.118Se pellets; here, all
diffraction peaks for all sintered pellets can be exclusively
indexed as the orthorhombic structured SnSe, and a space
group of Pnma (Standard Identication Card, JCPDS 48-1224),
indicating that the compositional features were successfully
retained aer sintering and no other phase was observed.
Fig. 8(b) shows the magnied XRD patterns and demonstrates
the peak deviation at 111* and 400*, from which the samples
cut along the t direction show a strong 400* peak, and the
samples cut along the k direction shows a strong 111* peak.
Comparing the XRD results of the two pellets, it is clear that the
111* peak of Sn0.882Cu0.118Se is much stronger than that of pure
SnSe along the t direction, and the 400* peak of Sn0.882-
Cu0.118Se is also stronger than that of pure SnSe along the k
direction, both indicating that Sn0.882Cu0.118Se pellets possess
a much weaker anisotropy than pure SnSe pellets. Besides,
f p-type doped polycrystalline SnSe. Here, solvothermal is abbreviated
ne-melting is abbreviated as ZM, annealing is abbreviated as A, solid-
s MA, hot-pressing is abbreviated as HP, and spark plasma sintering is
om temperature

1)
S2s
(mW m�1 K�2)

k

(W m�1 K�1)
n
(1019 cm�3)

r

(g cm�3) Ref.

6 �0.57 �0.32 1.95 �6.14 This work
1 �0.37 �0.39 �0.016* 6.16 31
6 �0.24 0.27 18.4* �6.12 29
8 �0.35 �0.2 — — 71
1 �0.54 �0.68 �0.35* �5.93 33
9 0.6 �0.66 1.9* �5.99 32
0 �0.52 �0.30 �0.8* 5.87 35
2 �0.64 �0.68 0.9* >5.56 36
5 �0.74 �0.50 �6.5* 5.94 24
1 0.48 �0.53 1.0* �5.99 22
2 �0.58 �0.50 �1.5 — 21
8 �0.34 �0.33 �2.1* 5.81 23
8 0.47 0.4 3.08* �5.81 26
2 �0.51 �0.50 �2.2 �5.93 72
7 �0.49 0.32 �7.2* 5.71 25
6 �0.41 �0.39 �3.95* �5.93 73
0 �0.51 �0.50 — — 74
7 �0.65 �0.45 �2.8 — 27
4 �0.33 �0.24 0.92* — 28
0 �0.62 �0.75 — �5.99 75
0 �0.08 �0.36 �0.03* �5.87 76
2 — �0.39 — — 77
5 0.51 �0.7 �0.03* >5.81 78
5 0.8 �0.73 �0.45 — 79
0 �0.21 �0.32 �0.013* — 42
3 �0.41 �0.30 �0.01* 5.87 35
8 �0.60 �0.44 �1* �5.87 55

This journal is © The Royal Society of Chemistry 2018

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc02397b


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

0 
lu

gl
io

 2
01

8.
 D

ow
nl

oa
de

d 
on

 3
1/

01
/2

02
6 

16
:2

4:
12

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
compared with the pure SnSe pellets, the 111* and 400* peaks
from the Sn0.882Cu0.118Se pellets shi towards a higher 2q,
indicating that Cu atoms are still incorporated into the SnSe
lattice. Fig. 8(c) and (d) show SEM images of polished surfaces
taken from sintered pure SnSe and Sn0.882Cu0.118Se pellets
along their t directions, respectively. The comparison indi-
cates that the Cu-doped SnSe pellet possesses a much smaller
grain size than that of the pure SnSe pellet, derived from the
difference of their product sizes before sintering. Besides, this
comparison also explains why the anisotropy of the thermo-
electric performance for the Sn0.882Cu0.118Se pellet becomes
weaker than that of the pure one. Fig. 8(e) shows the corre-
sponding EDS map results for the Sn0.882Cu0.118Se pellet, in
which all elements are uniform at a microscale, indicating the
stability of the compositions before and aer sintering.
Through detailed EPMA studies on the Sn0.882Cu0.118Se pellet,
the ratio of Sn : Cu : Se was measured as 44.12 : 5.89 : 49.99,
indicating the stable composition of Sn0.882Cu0.118Se. Fig. 8(f) is
a magnied TEM image taken from a laminar TEM specimen
sliced using an ultramicrotome (inset TEM image in Fig. 8(f)), in
which cracks (fractured during ultramicrotome processing) can
be seen due to the weak van der Waals force between the Sn–Se
layers. Nevertheless, crystals can be seen between the cracks,
which can be used to evaluate the structural characteristics of
the sintered pellets. Fig. 8(g) is a [100] zone-axis HRTEM image
with inset the fast Fourier transform (FFT) pattern, where strain
contrast is observed. Fig. 8(h) is another HRTEM image taken
from a typical grain boundary. Such local structural variations
cause lattice distortions, which in turn enhance the phonon
scatterings and contribute to the low kl values. All these results
demonstrate that the compositional and structural features
have been successfully retained during the sintering. In fact, the
“intensive crystal imperfections” were derived from the
synthesis, which were shown in Fig. 3 and 4.

To compare the thermoelectric properties in more detail,
Table 2 summarizes the main thermoelectric properties,
including ZT, s, S, S2s, k, n and r with the similar studies of
p-type doped SnSe. As can been seen, the low k and moderate
s values play the dominant role in achieving the competitive
high ZT gures in our heavily Cu-doped SnSe. Section 7 in the
ESI† also summarizes both average and peak ZT values with the
similar studies of p-type doped SnSe, indicating that our heavily
Cu-doped SnSe is very competitive.

Conclusions

In conclusion, a high doping limit of Cu at 11.8% has been
achieved in single-crystal Cu-doped SnSe microbelts for the rst
time synthesized via a facile solvothermal method. Through
detailed structural and chemical characterizations, with
increasing the Cu doping level, the morphology of Cu-doped
SnSe transfers from rectangular plates to microbelts. Both Cu+

and Cu2+ co-exist in the microbelts. Lattice distortions are
observed, which play a dominant role in keeping the heavily
doped SnSe microbelts as an orthorhombic structure. Besides,
the pellets sintered from such heavily Cu-doped microbelts
demonstrate a high thermoelectric performance. The high ZT
This journal is © The Royal Society of Chemistry 2018
value of �1.41 at 823 K was achieved, coming from the high
power factor and low thermal conductivity. This study lls in
the gaps of the existing knowledge concerning the doping
mechanisms of Cu in SnSe systems, and provides a new strategy
for achieving a high thermoelectric performance in SnSe-based
thermoelectric materials.
Experimental section
General procedures and materials

The precursors include SnCl2$2H2O (99.99%), Na2SeO3

(99.99%), CuCl2 (99.99%), ethylene glycol anhydrous (99.8%),
and NaOH (99.99%), all of which were purchased from Sigma-
Aldrich Co. LLC. The solvothermal reactions can be expressed
as:46

SnCl2$2H2O ������!C2H6O2
Sn2þ þ 2Cl� þ 2H2O (1)

CuCl2 ������!C2H6O2
Cu2þ þ 2Cl� (2)

4Cu2þ þ C2H6O2 ������!Heating
4Cuþ þ C2H2O2 þ 4Hþ (3)

Na2SeO3 ������!C2H6O2
2Naþ þ SeO2�

3 (4)

SeO3
2� + C2H6O2 / Se + C2H2O2 + H2O + 2OH� (5)

Se + Sn2+ / Se2� + Sn4+ (6)

(1�x�y)Sn2+ + xCu2+ + yCu+ + Se2� /

Sn1�x�yCux+ySe (not balanced). (7)

Here NaOH (99.99%) was used to adjust the environment of
the solvent, and ethylene glycol (EG, 45 ml) acted as both the
solvent and the reducing agent, which beneted the ion reac-
tion.46,80,81 The solution was kept stirring for 10 min at room
temperature, before being sealed in a polytetrauoroethylene-
lined stainless steel autoclave (125 ml). The autoclave was
heated at 230 �C for 36 h in an oven, followed by furnace cooling
to room temperature. The synthesized products were collected
by centrifugation, and the secondary phase (Cu2Se) was
removed via ultrasonic-assisted sedimentation. The puried
products were then washed using ethanol and deionized water
several times, before drying in the oven at 60 �C for 15 h.
Instruments

The synthesized products were characterized by XRD (Bruker-
D8) to determine their crystal structures, and by XPS (Kratos
Axis Ultra) to determine the valence state of Cu in the SnSe (the
energy scale was calibrated by carbon). Lattice parameters were
obtained by analysing the diffraction patterns using the JADE
soware package. EPMA (JEOL JXA-8200) was used to determine
their compositions. SEM (JSM-6610, JEOL Ltd.) was used to
obtain the morphological characteristics of the synthesized
products, and HR-TEM (TECNAI-F20) and Cs-corrected HR-
STEM (Titan-G2) were used to characterize their structural
and chemical features. The TEM specimens of the sintered
Chem. Sci., 2018, 9, 7376–7389 | 7387
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samples were prepared by slicing the sample using an
ultramicrotome.
Property measurement

The synthesized products were sintered by spark plasma sin-
tering (SPS, SPS-211Lx, Fuji Electronic Co., Ltd.) with a pressure
of 60 MPa at 900 K for 5 min to form disc-shaped pellets with
dimensions of B ¼ 12.6 mm and h ¼ 8.0 mm. The Archimedes
method was used to measure the density r. A Seebeck
coefficient/electric resistivity measuring system (ZEM-3, ULVAC
Technologies, Inc.) was used to simultaneously measure s and S
between 300 and 873 K. The laser ash diffusivity method (LFA
457, NETZSCH Group) was used to measure the thermal diffu-
sivity D, and k was calculated by k ¼ DCpr,8 where Cp is the
specic heat capacity obtained by differential scanning calo-
rimetry (DSC 404 C; NETZSCH Group). The van der Pauw
technique was used to measure n under a reversible magnetic
eld of 1.5 T. Each pellet is measured at least three times to
ensure the repeatability of their thermoelectric properties. The
measured repeatability is achieved with uctuations of s, S and
k being 10%, 1.5% and 5%, respectively, as shown in Fig. S8 of
the ESI.†
Density functional theory (DFT) calculations

DFT calculations were based on the full potential linearized
augmented plane-wave (FP-LAPW) method55 implemented in
the WIEN2K code.55 Supercells of 2 � 2 � 2 unit cells of SnSe
were built for the purpose of randomly replacing Se sites with
Cu atoms. The generalized gradient approximation (GGA) and
the Perdew–Burke–Ernzerhof (PBE) functional were used to
describe the exchange and correlation interactions.55 The elec-
tronic band structures and the density of states values were
calculated aer self-consistency cycle calculation with the
convergence criteria set as energy less than 0.0001 Ry and the
leaking charge less than 0.0001 eV.
Conflicts of interest

There are no conicts to declare.
Acknowledgements

This work was nancially supported by the Australian Research
Council. X.L.S. thanks the IPRS for providing his PhD program.
The Australian Microscopy & Microanalysis Research Facility is
acknowledged for providing characterization facilities.
References

1 T. Zhu, Y. Liu, C. Fu, J. P. Heremans, J. G. Snyder and
X. Zhao, Adv. Mater., 2017, 29, 1605884.

2 Z.-G. Chen, X. Shi, L.-D. Zhao and J. Zou, Prog. Mater. Sci.,
2018, 97, 283–346.

3 L.-D. Zhao, C. Chang, G. Tan and M. G. Kanatzidis, Energy
Environ. Sci., 2016, 9, 3044–3060.
7388 | Chem. Sci., 2018, 9, 7376–7389
4 P. Jood, R. J. Mehta, Y. Zhang, G. Peleckis, X. Wang,
R. W. Siegel, T. Borca-Tasciuc, S. X. Dou and G. Ramanath,
Nano Lett., 2011, 11, 4337–4342.

5 Y. Pei, H. Wang and G. J. Snyder, Adv. Mater., 2012, 24, 6125–
6135.

6 K. Kutorasinski, B. Wiendlocha, S. Kaprzyk and J. Tobola,
Phys. Rev. B, 2015, 91, 205201.

7 J. G. Yu, A. Yue and O. Stafsudd, J. Cryst. Growth, 1981, 54,
248–252.

8 L. D. Zhao, S. H. Lo, Y. Zhang, H. Sun, G. Tan, C. Uher,
C. Wolverton, V. P. Dravid and M. G. Kanatzidis, Nature,
2014, 508, 373–377.

9 A. T. Duong, V. Q. Nguyen, G. Duvjir, V. T. Duong, S. Kwon,
J. Y. Song, J. K. Lee, J. E. Lee, S. Park, T. Min, J. Lee and J. Kim,
Nat. Commun., 2016, 7, 13713.

10 X. Shi, Z. Chen, W. Liu, L. Yang, M. Hong, R. Moshwan,
L. Huang and J. Zou, Energy Storage Mater., 2018, 10, 130–
138.

11 L.-D. Zhao, G. Tan, S. Hao, J. He, Y. Pei, H. Chi, H. Wang,
S. Gong, H. Xu and V. P. Dravid, Science, 2016, 351, 141–144.

12 Y. Zhou and L.-D. Zhao, Adv. Mater., 2017, 29, 1702676.
13 S. Sassi, C. Candol, J. B. Vaney, V. Ohorodniichuk,

P. Masschelein, A. Dauscher and B. Lenoir, Appl. Phys.
Lett., 2014, 104, 212105.

14 P.-C. Wei, S. Bhattacharya, J. He, S. Neeleshwar, R. Podila,
Y. Chen and A. Rao, Nature, 2016, 539, E1–E2.

15 D. Ibrahim, J.-B. Vaney, S. Sassi, C. Candol,
V. Ohorodniichuk, P. Levinsky, C. Semprimoschnig,
A. Dauscher and B. Lenoir, Appl. Phys. Lett., 2017, 110,
032103.

16 X. L. Shi, K. Zheng, W. D. Liu, Y. Wang, Y. Z. Yang, Z. G. Chen
and J. Zou, Adv. Energy Mater., 2018, 1800775, DOI: 10.1002/
aenm.201800775.

17 J. Yang, G. Zhang, G. Yang, C. Wang and Y. X. Wang, J. Alloys
Compd., 2015, 644, 615–620.

18 H. Lee, J. Electron. Mater., 2016, 45, 1115–1141.
19 J. P. Heremans, V. Jovovic, E. S. Toberer, A. Saramat,

K. Kurosaki, A. Charoenphakdee, S. Yamanaka and
G. J. Snyder, Science, 2008, 321, 554–557.

20 Q. Zhang, H. Wang, W. Liu, H. Wang, B. Yu, Q. Zhang,
Z. Tian, G. Ni, S. Lee and K. Esfarjani, Energy Environ. Sci.,
2012, 5, 5246–5251.

21 T. R. Wei, G. Tan, X. Zhang, C. F. Wu, J. F. Li, V. P. Dravid,
G. J. Snyder and M. G. Kanatzidis, J. Am. Chem. Soc., 2016,
138, 8875–8882.

22 H.-Q. Leng, M. Zhou, J. Zhao, Y.-M. Han and L.-F. Li, RSC
Adv., 2016, 6, 9112–9116.

23 E. K. Chere, Q. Zhang, K. Dahal, F. Cao, J. Mao and Z. Ren, J.
Mater. Chem. A, 2016, 4, 1848–1854.

24 T.-R. Wei, G. Tan, C.-F. Wu, C. Chang, L.-D. Zhao, J.-F. Li,
G. J. Snyder and M. G. Kanatzidis, Appl. Phys. Lett., 2017,
110, 053901.

25 Z.-H. Ge, D. Song, X. Chong, F. Zheng, L. Jin, X. Qian,
L. Zheng, R. E. Dunin-Borkowski, P. Qin and J. Feng, J. Am.
Chem. Soc., 2017, 139, 9714–9720.

26 B. Cai, J. Li, H. Sun, P. Zhao, F. Yu, L. Zhang, D. Yu, Y. Tian
and B. Xu, J. Alloys Compd., 2017, 727, 1014–1019.
This journal is © The Royal Society of Chemistry 2018

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc02397b


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 3

0 
lu

gl
io

 2
01

8.
 D

ow
nl

oa
de

d 
on

 3
1/

01
/2

02
6 

16
:2

4:
12

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online
27 Y. K. Lee, K. Ahn, J. Cha, C. Zhou, H. S. Kim, G. Choi,
S. I. Chae, J.-H. Park, S.-P. Cho, S. H. Park, Y.-E. Sung,
W. B. Lee, T. Hyeon and I. Chung, J. Am. Chem. Soc., 2017,
139, 10887–10896.

28 Y.-X. Chen, Z.-H. Ge, M. Yin, D. Feng, X.-Q. Huang, W. Zhao
and J. He, Adv. Funct. Mater., 2016, 26, 6836–6845.

29 N. K. Singh, S. Bathula, B. Gahtori, K. Tyagi, D. Haranath and
A. Dhar, J. Alloys Compd., 2016, 668, 152–158.

30 B. R. Ortiz, H. Peng, A. Lopez, P. A. Parilla, S. Lany and
E. S. Toberer, Phys. Chem. Chem. Phys., 2015, 17, 19410–19423.

31 J. Gao and G. Xu, Intermetallics, 2017, 89, 40–45.
32 H. Leng, M. Zhou, J. Zhao, Y. Han and L. Li, J. Electron.

Mater., 2016, 45, 527–534.
33 C.-L. Chen, H. Wang, Y.-Y. Chen, T. Day and G. J. Snyder, J.

Mater. Chem. A, 2014, 2, 11171.
34 H. Guo, H. Xin, X. Qin, J. Zhang, D. Li, Y. Li, C. Song and

C. Li, J. Alloys Compd., 2016, 689, 87–93.
35 L. Zhang, J. Wang, Q. Sun, P. Qin, Z. Cheng, Z. Ge, Z. Li and

S. Dou, Adv. Energy Mater., 2017, 7, 1700573.
36 C.-H. Chien, C.-C. Chang, C.-L. Chen, C.-M. Tseng, Y.-R. Wu,

M.-K. Wu, C.-H. Lee and Y.-Y. Chen, RSC Adv., 2017, 7,
34300–34306.

37 G. Han, S. R. Popuri, H. F. Greer, L. F. Llin, J. W. G. Bos,
W. Zhou, D. J. Paul, H. Ménard, A. R. Knox and
A. Montecucco, Adv. Energy Mater., 2017, 7, 1602328.

38 X. Wang, J. Xu, G. Liu, Y. Fu, Z. Liu, X. Tan, H. Shao, H. Jiang,
T. Tan and J. Jiang, Appl. Phys. Lett., 2016, 108, 083902.

39 D. Li, X. Tan, J. Xu, G. Liu, M. Jin, H. Shao, H. Huang,
J. Zhang and J. Jiang, RSC Adv., 2017, 7, 17906–17912.

40 Q. Zhang, E. K. Chere, J. Sun, F. Cao, K. Dahal, S. Chen,
G. Chen and Z. Ren, Adv. Energy Mater., 2015, 5, 1500360.

41 C. Chang, M. Wu, D. He, Y. Pei, C.-F. Wu, X. Wu, H. Yu,
F. Zhu, K. Wang and Y. Chen, Science, 2018, 360, 778–783.

42 J. Gao, H. Zhu, T. Mao, L. Zhang, J. Di and G. Xu, Mater. Res.
Bull., 2017, 93, 366–372.

43 X. Su, L. Yu, G. Cheng, H. Zhang, M. Sun, L. Zhang and
J. Zhang, Appl. Energy, 2014, 134, 439–445.

44 J. A.Mary, J. J. Vijaya,M. Bououdina, L. J. Kennedy, J. H. Dai and
Y. Song, Phys. E Low-dimens. Syst. Nanostruct., 2015, 66, 209–220.

45 C. Chen, Y. Huang, H. Zhang, X. Wang, Y. Wang, L. Jiao and
H. Yuan, J. Power Sources, 2016, 314, 66–75.

46 Y. Li, F. Li, J. Dong, Z. Ge, F. Kang, J. He, H. Du, B. Li and
J.-F. Li, J. Mater. Chem. C, 2016, 4, 2047–2055.

47 W. Kaminsky, J. Appl. Crystallogr., 2007, 40, 382–385.
48 H. Okamoto, J. Phase Equilib., 1998, 19, 293.
49 R. Sharma and Y. Chang, J. Phase Equilib., 1986, 7, 68–72.
50 C. Chang and L.-D. Zhao, Materials Today Physics, 2018, 4,

50–57.
51 G. Shi and E. Kioupakis, J. Appl. Phys., 2015, 117, 065103.
52 M. Nassary, Turk. J. Phys., 2009, 33, 201–208.
53 Q. Tan, L.-D. Zhao, J.-F. Li, C.-F. Wu, T.-R. Wei, Z.-B. Xing and

M. G. Kanatzidis, J. Mater. Chem. A, 2014, 2, 17302–17306.
54 J. Martin, L. Wang, L. Chen and G. Nolas, Phys. Rev. B, 2009,

79, 115311.
55 M. Hong, Z.-G. Chen, L. Yang, T. C. Chasapis, S. D. Kang,

Y. Zou, G. J. Auchterlonie, M. G. Kanatzidis, G. J. Snyder
and J. Zou, J. Mater. Chem. A, 2017, 5, 10713–10721.
This journal is © The Royal Society of Chemistry 2018
56 H.-S. Kim, Z. M. Gibbs, Y. Tang, H. Wang and G. J. Snyder,
APL Mater., 2015, 3, 041506.

57 Y. Xu, W. Li, C. Wang, J. Li, Z. Chen, S. Lin, Y. Chen and
Y. Pei, J. Mater. Chem. A, 2017, 5, 19143–19150.

58 J. Shen, Z. Chen, S. lin, L. Zheng, W. Li and Y. Pei, J. Mater.
Chem. C, 2016, 4, 209–214.

59 X. She, X. Su, H. Du, T. Liang, G. Zheng, Y. Yan, R. Akram,
C. Uher and X. Tang, J. Mater. Chem. C, 2015, 3, 12116–12122.

60 D. G. Cahill, S. K. Watson and R. O. Pohl, Phys. Rev. B, 1992,
46, 6131.

61 D. R. Clarke, Surf. Coat. Technol., 2003, 163, 67–74.
62 K. Peng, X. Lu, H. Zhan, S. Hui, X. Tang, G. Wang, J. Dai,

C. Uher, G. Wang and X. Zhou, Energy Environ. Sci., 2016,
9, 454–460.

63 J. M. Skelton, L. A. Burton, S. C. Parker, A. Walsh, C.-E. Kim,
A. Soon, J. Buckeridge, A. A. Sokol, C. R. A. Catlow and
A. Togo, Phys. Rev. Lett., 2016, 117, 075502.

64 C. W. Li, J. Hong, A. F. May, D. Bansal, S. Chi, T. Hong,
G. Ehlers and O. Delaire, Nat. Phys., 2015, 11, 1063–1069.

65 J. P. Heremans, Nat. Phys., 2015, 11, 990–991.
66 H. Zhang and D. V. Talapin, Angew. Chem., Int. Ed., 2014, 53,

9126–9127.
67 M. Sist, J. Zhang and B. Brummerstedt Iversen, Acta

Crystallogr. B, 2016, 72, 310–316.
68 L. Yang, Z.-G. Chen, G. Han, M. Hong, Y. Zou and J. Zou,

Nano Energy, 2015, 16, 367–374.
69 L. Yang, Z.-G. Chen, M. Hong, L. Wang, D. Kong, L. Huang,

G. Han, Y. Zou, M. Dargusch and J. Zou, Nano Energy, 2017,
31, 105–112.

70 L. Zhao, S. M. K. N. Islam, J. Wang, D. L. Cortie, X. Wang,
Z. Cheng, J. Wang, N. Ye, S. Dou, X. Shi, L. Chen,
G. J. Snyder and X. Wang, Nano Energy, 2017, 41, 164–171.

71 Y. Gong, C. Chang, W. Wei, J. Liu, W. Xiong, S. Chai, D. Li,
J. Zhang and G. Tang, Scripta Mater., 2018, 147, 74–78.

72 K. Peng, H. Wu, Y. Yan, L. Guo, G. Wang, X. Lu and X. Zhou,
J. Mater. Chem. A, 2017, 5, 14053–14060.

73 S. D. Yang, R. K. Nutor, Z. J. Chen, H. Zheng, H. F. Wu and
J. X. Si, J. Electron. Mater., 2017, 46, 6662–6668.

74 T. R. Wei, C. F. Wu, X. Zhang, Q. Tan, L. Sun, Y. Pan and
J. F. Li, Phys. Chem. Chem. Phys., 2015, 17, 30102–30109.

75 V. Kucek, T. Plechacek, P. Janicek, P. Ruleova, L. Benes,
J. Navratil and C. Drasar, J. Electron. Mater., 2016, 45,
2943–2949.

76 J. H. Kim, S. Oh, Y. M. Kim, H. S. So, H. Lee, J.-S. Rhyee,
S.-D. Park and S.-J. Kim, J. Alloys Compd., 2016, 682, 785–790.

77 M. Gharsallah, F. Serrano-Sanchez, N. M. Nemes,
F. J. Mompean, J. L. Martinez, M. T. Fernandez-Diaz,
F. Elhalouani and J. A. Alonso, Sci. Rep., 2016, 6, 26774.

78 Y. Fu, J. Xu, G.-Q. Liu, X. Tan, Z. Liu, X. Wang, H. Shao,
H. Jiang, B. Liang and J. Jiang, J. Electron. Mater., 2017, 46,
3182–3186.

79 J. C. Li, D. Li, X. Y. Qin and J. Zhang, Scripta Mater., 2017,
126, 6–10.

80 Z.-H. Ge, K. Wei, H. Lewis, J. Martin and G. S. Nolas, J. Solid
State Chem., 2015, 225, 354–358.

81 C. Wang, Y. Li, G. Zhang, J. Zhuang and G. Shen, Inorg.
Chem., 2000, 39, 4237–4239.
Chem. Sci., 2018, 9, 7376–7389 | 7389

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c8sc02397b

	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...

	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...
	Boosting the thermoelectric performance of p-type heavily Cu-doped polycrystalline SnSe via inducing intensive crystal imperfections and defect...


