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photo-activated aminoborane
room-temperature phosphorescence materials
with unprecedented properties: simple, versatile,
multicolor-tuneable, water resistance, optical
information writing/erasing, and multilevel data
encryption†

Huangting Ding,a Yitong Sun,a Meng Tang,a Jingyi Wen,a Shiwen Yue,a Ye Peng,a

Fei Li,a Liyan Zheng, a Suning Wang,b Yonggang Shi *a and Qiue Cao *a

Triarylboranes-based pure organic room-temperature phosphorescence (RTP) materials are rarely

investigated because of their large steric hindrance and the electron defect of the boron atom. As

a result, creating functional triarylborane RTP materials is difficult. Herein, we report the first photo-

activated RTP materials with lifetimes/quantum yields #0.18 s/6.83% based on donor (D)–p–acceptor (A)

from methylene carbazole-functionalized aminoborane (BN)-doped polymethyl methacrylate (BN-o-

Met-Cz@PMMA) under 365 nm UV irradiation (30 s). Incredibly, BN-o-Met-Cz@PMMA films exhibited

unprecedented photo-activated RTP dual–response properties (e.g., air + 365 nm: sP = 0.18 s, FP =

6.83%; N2 + 365 nm: sP = 0.42 s, FP = 17.34%). Intriguingly, the BN (D–p–A) system demonstrated good

versatility for photo-activated RTP whether the electron-donating group or electron-withdrawing group

was placed in the ortho (meta)-position of the B atom. As a result, a series of photo-activated single-

molecule organic RTP materials with multi-color emission, high quantum yields, and ultra-long lifetimes

can be prepared rapidly. BN-X@PMMA films showed broad application prospects for information

encryption, data erasure, anti-counterfeiting, and water resistance. Our method provides new strategies

for the design, synthesis, and application of RTP materials, thereby enriching the types of organic RTP

materials and facilitating further developments in this area.
1 Introduction

Polymer-based organic materials based on room-temperature
phosphorescence (RTP) have the advantages of an amorphous
state, processability, a long lifetime, low cost, and good thermal
stability. They can effectively avoid the problems of stability and
poor processability of organic small-molecular crystals, and have
attracted extensive attention from researchers.1,2 However, due to
the soness of the polymer structure, the triplet excitons of the
molecule are quenched readily by oxygen and water in air, which
makes polymers that have long aerglow luminescence scarce.2,3
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Therefore, designing and realizing high-efficiency RTP materials
of polymers has become a research “hotspot”.2,4 Hence, people
began to explore and propose two construction methods: chem-
ical synthesis and physical doping.2,5 Compared with chemical
synthesis, physical doping is simple and easy to operate. The
doping ratio, types of functional molecules and polymer matrix
are easily adjustable, so that RTP materials can be modulated.
Since then, various organic small molecule-doped polymer RTP
materials have been reported.2,6 For example, commonly used
polymer matrices include polymethyl methacrylate (PMMA),
polylactic acid (PLA), polyacrylamide (PAM), and polystyrene
(PS).7 Among them, organic RTP materials based on PMMA are
popular because of their abundant carbonyl groups, good
transparency, chemical stability, mechanical properties, and low
permeability by oxygen, and PMMA is called “plexiglass”. In such
a rigid environment, the nonradiative transition and quenching
of triplet excitons can be suppressed effectively, resulting in the
release of highly efficient phosphorescence.8

However, not all organic uorescent molecules can become
efficient RTP materials through simple physical doping because
Chem. Sci., 2023, 14, 4633–4640 | 4633
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Fig. 1 Chemical structure of compounds B-o-Met-Cz, BN-o-Met-Cz, BN, BN-o-OMe, BN-m-OMe, and BN-o-CN.
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View Article Online
the structural design of functional molecules in the doping
system is extremely demanding. In general, three conditions
must be met: (1) The DEST of functional molecules should be
sufficiently small (<0.6 eV);9 (2) the excited singlet (S1) and
excited triplet (T1) states can give rise to effective inter-system
crossing (ISC);10 (3) abundant non-covalent bonds between
functional molecules and polymers are present.11 Hence, a series
of novel functional organic RTP materials based on heteroatoms
(N, O, S, P) or heavy atoms (Br and I) have been developed12 that
use the unique spin–orbit coupling properties of atoms to over-
come prohibition of singlet–triplet spin, accelerate ISC, and
generate more triplet excitons.13 Unfortunately, these materials
usually need to be in a crystalline state to induce RTP.14 There-
fore, obtaining single-molecule phosphorescence in polymer-
doped systems is difficult, which limits their further develop-
ment and applications. Therefore, the design and development
of simple, efficient, and universally functional organic single-
molecule RTP is a great challenge. Compared with other
heteroatoms, the boron atom has an empty pz orbital,15 which is
a typical Lewis acid and oen exhibits strong electron-decient
properties.16 Hence, it is oen used as an acceptor unit in ther-
mally activated delayed uorescence (TADF)materials (DEST < 0.2
eV).17 However, few studies have been conducted on boron (B)-
containing systems,18 especially triarylborane RTP materials
with photo-stimulus responsiveness, which have not been re-
ported yet. Therefore, through rational design and structural
control of triarylborane, a simple, efficient, and universally
applicable RTP material could be obtained. This would be of
great research importance for enriching the types of organic RTP
materials and expanding their applications in different elds.
Inspired by this notion, we introduced a methylene carbazole
functional unit to the ortho-position of aminoborane (BN), and
successfully prepared a novel photo-induced RTP material based
on BN-o-Met-Cz-doped amorphous polymers (namely BN-o-Met-
4634 | Chem. Sci., 2023, 14, 4633–4640
Cz@PMMA, sp = 0.18 s; Fp = 6.83%), in which BN-o-Met-Cz was
used as the RTP guest molecule, and PMMA was used as the host
matrix (Fig. 1). BN-o-Met-Cz@PMMA lms exhibited an unprec-
edented response to light stimulation under different ambient
conditions. This phenomenon occurred because BN-o-Met-Cz
molecules could effectively sensitize conversion of triplet oxygen
to singlet oxygen under UV irradiation (365 nm), thus creating an
oxygen-free environment and promoting phosphorescence
emission. In addition, UV light could effectively modulate the
molecular structure to promote generation of more triplet exci-
tons and induce efficient phosphorescence emission. Interest-
ingly, BN exhibited strong universal properties whether electron-
donating or electron-withdrawing groups were positioned in the
ortho (meta)-position of the B atom. For instance, it was possible
to employ BN to produce several photo-activated multicolor
single-molecule RTP materials with high quantum yields (BN-o-
Met-Cz@PMMA: sP = 0.42 s, FP = 17.34%) and long lifetimes
(BN-o-CN@PMMA: sP = 1.40 s, FP = 7.94%), which have been
rarely reported. Time dependent-density functional theory (TD-
DFT) theoretical calculations and experiments demonstrated
that “push–pull” substituents with a D–p–A structure improved
ISC and generated more triplet excitons. Incredibly, the doped
lms continued to produce bright photo-activated phosphores-
cence to the naked eye aer being immersed in water for 3
months, indicating that their superior water resistance greatly
expanded their practical applications. Simultaneously, these BN-
X@PMMA lms showed broad application prospects in infor-
mation encryption, data erasure, and anti-counterfeiting.
2 Results and discussion
2.1. Design and synthesis of functional monomers

Heteroatomic boron shows great potential for the construction
of TADF materials. The empty pz orbitals of boron atoms can be
© 2023 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3sc00568b


Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

8 
m

ar
zo

 2
02

3.
 D

ow
nl

oa
de

d 
on

 1
4/

03
/2

02
6 

17
:1

4:
10

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
used to construct TADF materials with D–p–A structures by
exploiting the unique electron-decient properties of boron
atoms, which usually have a small DEST.19 Therefore, the
rational design and regulation of organoboron molecular
structures could be employed to build new organic RTP mate-
rials. Inspired by this notion, two potential RTP emitters con-
taining triarylborane units, BN-o-Met-Cz and B-o-Met-Cz, were
designed and synthesized conveniently through two steps
(Schemes S1–S3†). The starting material carbazole was prepared
according to a procedure described previously.20 The molecular
structure and purity of BN-o-Met-Cz and B-o-Met-Cz were
demonstrated by high-performance liquid chromatography
(HPLC; methanol/water (100/0, 95/5, 90/10)), nuclear magnetic
resonance (NMR) spectroscopy (1H, 13C and 11B), high-
resolution mass spectrometry (HRMS), and single-crystal X-ray
diffraction (XRD) spectroscopy (Fig. S2 and S7, ESI†). The 11B
chemical shi of BN-o-Met-Cz and B-o-Met-Cz was 71.37 ppm
and 74.34 ppm, respectively, typical of triarylboranes.21 Ther-
mogravimetric analysis (TGA) of BN-o-Met-Cz and B-o-Met-Cz
showed their decomposition temperature to be 328 °C, and
300 °C, respectively. These two molecules had good thermal
stability. Detailed information about synthesis and character-
ization is shown in Schemes S1–S6 and Fig. S1–S13.†
2.2. Photo-activated RTP behavior

The two compounds were doped into a rigid PMMA matrix with
a mass fraction of 0.5% to form BN-o-Met-Cz and B-o-Met-Cz
lms. Powder XRD spectroscopy suggested that they were all in
an amorphous condition (Fig. 2a). Moreover, the thermal
decomposition temperature of BN-o-Met-Cz@PMMA and B-o-
Met-Cz@PMMA was increased by 20–40 °C compared with that
Fig. 2 (a) XRD spectra of BN-o-Met-Cz@PMMA and B-o-Met-Cz@PMMA
B-o-Met-Cz@PMMA (lex = 330 nm). (c) Fluorescence spectra of BN-o
(delayed time: 5 ms) of BN-o-Met-Cz@PMMA before and after photoactiv
a BN-o-Met-Cz@PMMA film with the increased irradiation time (delayed
of a BN-o-Met-Cz@PMMA film.

© 2023 The Author(s). Published by the Royal Society of Chemistry
of PMMA. Hence, doping triarylborane derivatives was benecial
to improve the thermal stability of PMMA (Fig. S15†). As shown
in Fig. S16,† the UV absorption spectra of BN-o-Met-Cz@PMMA
and B-o-Met-Cz@PMMA were distinctly different. For example,
B-o-Met-Cz@PMMA had a distinct UV absorption peak at
410 nm, which was red-shied by 20 nm from the lmax of B-o-
Met-Cz@PMMA (342 nm). This peak could be attributed to an
ICT from the N atom to the B unit. The UV absorption peak at
330–390 nm was attributed to an ICT from the carbazole to the
boron unit. These data were veried in solvent polarity-
dependent spectroscopy experiments (Fig. 2c) from hexane to
acetonitrile. Simultaneously, the steady-state spectra of BN-o-
Met-Cz@PMMA showed signicant red-shis with respect to
those of B-o-Met-Cz@PMMA in the same state, whereas their
delayed spectra were barely captured in transient spectra.
Incredibly, unique photo-activated RTP emission could be
observed for BN-o-Met-Cz@PMMA, from nearly non-RTP emis-
sion to strong RTP emission aer UV irradiation for ∼30 s
(Fig. 2d). Interestingly, this process could recover automatically
to the initial state aer placement in the dark environment for
1 h. Simultaneously, it took only 1 min to fully return to the
initial state at 80 °C, and this process could be repeated several
times (Fig. 2f). Unfortunately, the B-o-Met-Cz@PMMA lms
could not elicit photo-activated RTP under identical conditions.
We hypothesize that this phenomenon could be connected to
PMMA and the functional molecular structure. For example, the
BN molecule with a D–p–A structure aids ISC under irradiation
of UV light at 365 nm. This action sensitizes the conversion of
triplet oxygen to singlet oxygen, and creates an oxygen-free
environment that induces the triplet exciton of the molecule to
undergo a radiative transition and to release phosphorescence.
. (b) Fluorescence spectra of BN-o-Met-Cz@PMMA (lex= 370 nm) and
-Met-Cz in selected solvents (0.1 mM). (d) Phosphorescent spectra
ation by 365 nmUV light (lex= 370 nm). (e) Phosphorescent spectra of
time: 5 ms). (f) Reversibility of photoactivation and thermal deactivation

Chem. Sci., 2023, 14, 4633–4640 | 4635
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Fig. 3 (a) Phosphorescent spectra (delayed time: 5 ms) of BN-o-Met-
Cz@PMMA in air and a nitrogen atmosphere. (b) Electron para-
magnetic resonance (EPR) spectra of PMMA and BN-o-Met-
Cz@PMMA before and after 365 nm UV-light irradiation in air. (c) RTP
lifetime of BN-o-Met-Cz@PMMA under different conditions. (d)
Phosphorescent quantum yield of BN-o-Met-Cz@PMMA under
different conditions.

Fig. 4 (a) Photographs of BN-o-Met-Cz (crystal) under white light and U
Crystal structure of BN-o-Met-Cz under different conditions.

4636 | Chem. Sci., 2023, 14, 4633–4640

Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

8 
m

ar
zo

 2
02

3.
 D

ow
nl

oa
de

d 
on

 1
4/

03
/2

02
6 

17
:1

4:
10

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
2.3. Internal mechanism of photo-activated RTP

To test the reliability of our speculation, we investigated the
phosphorescence properties of BN-o-Met-Cz@PMMA lms
under a nitrogen condition.22 As illustrated in Fig. 3a, BN-o-Met-
Cz@PMMA lms could elicit blue-green aerglow as seen by the
naked eye aer ceasing excitation (365 nm). This effect was
consistent with its delay spectrum (delay time: 5 ms), indicating
a trace amount of oxygen in BN-o-Met-Cz@PMMA lms, which
quenched the excited triplet excitons in the original state.
Similarly, we captured the signal of singlet oxygen aer photo-
activation of BN-o-Met-Cz@PMMA lms in the EPR spectrum,
which was signicantly stronger than the weak EPR signal
generated by pure PMMA under irradiation, thereby indicating
the sensitizing capability of the phosphor atoms (Fig. 3b).23

Surprisingly, BN-o-Met-Cz@PMMA exhibited an unprecedented
response to light stimulation under different ambient condi-
tions. For example, irrespective of the pretreatment of the BN-o-
Met-Cz@PMMA lm, its photo-activated phosphorescence
quantum yield (air + 365 nm, sp = 0.18 s; Fp = 6.83%) was
always inferior to that in a nitrogen atmosphere (N2: sp = 0.28 s;
Fp = 10.16%). Furthermore, we found a doubled
V light. (b) Internal mechanism of photo-activated RTP (schematic). (c)

© 2023 The Author(s). Published by the Royal Society of Chemistry
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phosphorescence quantum yield (N2 + 365 nm, sp = 0.42 s; Fp =

17.34%) of BN-o-Met-Cz@PMMA lms when they were photo-
activated aer exposure to a nitrogen atmosphere. Therefore,
we hypothesized that UV light at 365 nm had a double-pronged
effect for the BN-o-Met-Cz@PMMA lm to obtain efficient RTP.
For example, it could consume a small amount of oxygen in the
BN-o-Met-Cz@PMMA lm, but also regulate the molecular
structure to promote ISC and induce more triplet excitons, and
to release phosphorescence.

To further explore this double-pronged effect, we undertook
single-crystal XRD spectroscopy under different environments
(100 K, 298 K, 365 nm + 298 K). As shown in Fig. 4, the crystal
structure changed signicantly aer UV irradiation at 365 nm
compared with that at 298 K: the bond angle of methylene was
reduced by 0.24°, and the length of the B–HMes bond was
shortened by ∼0.1 Å. These phenomena were consistent with
the crystal data at a low temperature of 100 K. Hence, UV light at
365 nm eliminated oxygen but also regulated the molecular
structure in photo-induced RTP. Therefore, the monomer
structure of BN-o-Met-Cz (365 nm + 298 K) was closer to the
monomer structure at 100 K, which stabilized the excited triplet
state of the monomer and released phosphorescence efficiently.
This effect was veried in a dilute-solution (2-Me-THF: 0.001
mM) transient-spectroscopy experiment at 77 K. In addition,
compound BN-o-Met-Cz has three dimers, all of which were
formed by intermolecular C–H/p interactions. The C–H/p

interaction force for D2 was reduced signicantly compared
with that at 298 K (from 2.747 Å to 3.240 Å), whereas D1 and D3
showed little change (Fig. S11†). These results further indicated
that UV irradiation (365 nm) was benecial to promote the
transformation of aggregates into monomers, and to induce the
phosphorescence emission of monomers. Furthermore, this
phenomenon was conrmed in a similar experiment in the
Fig. 5 Analysis of frontier molecular orbitals of the transition state for
BN-o-Met-Cz and B-o-Met-Cz (B3LYP/6–31g(d) level of theory in
a vacuum).

© 2023 The Author(s). Published by the Royal Society of Chemistry
control molecule (B-o-Met-Cz). Taken together, these results
veried the correctness of our previous inference. That is, UV
irradiation can eliminate oxygen, but also induce the carbazole
group to deviate from the center of the boron atom in a photo-
activated RTP process. This action improves the push–pull
electron efficiency, promotes ISC to produce more triplet exci-
tons, and induces phosphorescence emission of the monomer.
Therefore, this simple and inexpensive method could replace
the low-temperature environment (77 K).

To get deeper understanding of these phenomena, TD-DFT
calculations (see the ESI† for details) were carried out based
on the single-crystal XRD data to investigate the electronic
states of the monomers of BN-o-Met-Cz and B-o-Met-Cz.24 The
highest occupied molecular orbitals (HOMOs) of the monomers
of compound BN-o-Met-Cz were mainly distributed on the
nitrogen atoms and benzene ring, and the lowest unoccupied
molecular orbitals (LUMOs) were distributed on the boron
atoms and a small amount on the benzene ring (Mes) (Fig. 5).
However, the HOMO of B-o-Met-Cz was mainly concentrated on
the carbazole unit, and the LUMOs were mainly distributed on
the boron atoms and a small amount on the benzene ring.
These results indicated a distinct ICT for both molecules, which
was consistent with the solvent-dependence experiments
(Fig. 2c). BN-o-Met-Cz had a smaller DEST andmore efficient ISC
channels than B-o-Met-Cz, which further indicated that mole-
cules with a D–p–A structure could separate HOMOs and
LUMOs effectively, induce a decrease in the DEST, and promote
ISC to produce more triplet excitons. These data were consistent
with the results of photo-activated RTP experiments.
2.4. Photo-activated RTP behavior of BN

The data stated above predicted that a BNmolecule with a D–p–
A structure might have good pervasiveness of photo-activated
RTP. To this end, a series of triarylborane derivatives with
different push–pull electron substituents (BN, BN-o-OMe, BN-
m-OMe, and BN-o-CN) were synthesized. Detailed information
about synthesis and characterization is shown in Schemes S1–
S6 and Fig. S1–S15.† As shown in Fig. 6, they all displayed clear
photo-induced RTP characteristics when doped in PMMA lms.
For instance, their transient spectra were enhanced gradually
upon extension of UV irradiation at 365 nm, exhibiting good
photo-activated RTP properties, and demonstrated the univer-
sality of the BN core. Surprisingly, aerglow became more
pronounced with enhancement of the properties of the push–
pull electron substituents of the D–p–A molecule. For example,
compound BN-o-CN had an aerglow duration #15 s (sP =

1.40 s, FP = 7.94%): such a long aerglow has rarely been re-
ported. Interestingly, multicolor phosphorescence (from blue to
cyan to yellow-green) could be modulated by changing the
push–pull electron groups, which provided strong theoretical
and experimental bases for preparation of single-molecule, full-
color organic RTP materials.

Interestingly, the photo-responsive time of BN-m-
OMe@PMMA was signicantly longer than that of the other
molecules. We speculate that this may be related to the spatial
resistance of the methoxy group (Fig. S14†). The bare methoxy
Chem. Sci., 2023, 14, 4633–4640 | 4637
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Fig. 6 Phosphorescent spectra (delayed time: 5 ms) of BN@PMMA (a), BN-o-OMe@PMMA (b), BN-m-OMe@PMMA (c), and BN-o-CN@PMMA
(d) before and after photoactivation by 365 nm UV light. (e) Luminescence photographs of doped films under UV irradiation and after removal of
UV irradiation with different duration times (films BN@PMMA, BN-o-OMe@PMMA, and BN-o-CN@PMMA under UV irradiation for 30 s to activate
RTP, film BN-m-OMe@PMMA under UV irradiation for 60 s to activate RTP).
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group induces distortion of the adjacent dimethylamine group,
thereby exposing the nitrogen atom and further enhancing the
site of action of the functional molecule on oxygen. As a result,
more air is adsorbed under identical conditions, so a longer
light time is required to consume excess oxygen. The emission
spectrum of the solid showed a clear blue-shi relative to the
spectrum of the polar solvent. We speculate that this phenom-
enon may be related to the ICT effect of compound BN-X. Based
on this, we systematically investigated the spectral properties of
BN-X in undesirable solvents. As shown in Fig. S31,† the spec-
trum of compound BN-X shied blue with increasing water
content. These data indicated that molecules were prone to
aggregation in undesirable solvents, which greatly reduced the
ICT effect and exhibited a blue-shied spectrum, which was
consistent with the spectral results in non-polar solvents
(hexane and toluene). In addition, we systematically investi-
gated the photo-induced dual-response characteristics under
different environments. Unfortunately, these molecules showed
only the conversion of photo-induced molecular-sensitized
triplet oxygen into the singlet state (Fig. 6), further indicating
that methylene carbazole functional units had a crucial role in
the photo-induced dual response.
2.5. Writing/erasing of optical information, water resistance,
and information encryption

Utilizing the photo-responsive of phosphor atoms in the PMMA
matrix, information could be written in these materials by light.
As illustrated in Fig. 7a, the BN-o-Met-Cz@PMMA lm was
colorless and transparent under ambient light. When the lm
4638 | Chem. Sci., 2023, 14, 4633–4640
was irradiated with a strong UV light through a photomask for
∼30 s, a clear pattern was printed upon it. The lm could
regenerate by heating the lm to 80 °C for 1 min. Due to
excellent fatigue resistance, this writing–erasing–rewriting cycle
could be repeated several times with no obvious residual
information in the lm. Incredibly, the BN-o-Met-Cz@PMMA
lm continued to have a bright, photo-activated long aerglow
in water. For instance, aer submerging the BN-o-Met-
Cz@PMMA lm in water for several days, a long aerglow that
lasted for a few seconds could be seen with the naked eye aer
the UV lamp had been turned off. It showed good water resis-
tance, which further improved the practicability of this mate-
rial. In addition, we prepared a time-dependent phosphorescent
anti-counterfeiting material based on the different luminescent
colors and lifetimes of these molecules. As shown in Fig. 7b, the
pattern gradually changed from a playful baby elephant
squirting water to a baby elephant with a runny nose to
a healthy baby elephant. It was very easy to capture the “mood”
of the baby elephant in different states as the delay time
increased, thus demonstrating a good anti-counterfeiting
performance. In the meantime, simple application of informa-
tion encryption was designed using the different photo-
activated RTP times of BN-o-CN@PMMA and BN-m-
OMe@PMMA. As shown in Fig. 7c, the green phosphorescence
of BN-o-CN@PMMA was activated aer the data encryption
material had been exposed to a UV lamp at 365 nm for 30 s,
which revealed that the rst set of encryption codes, “2023”,
came from the BN-o-CN@PMMA material. However, when we
extended the 365 nm UV exposure to 60 s, the green phospho-
rescence of BN-m-OMe@PMMA was also activated perfectly to
© 2023 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 (a) Application of programmable optical information writing/erasing based on BN-o-OMe@PMMA. (b) Elephant spray pattern made of
films a to e. (c) Application of information encryption. After irradiationwith 365 nmUV light for 30 s, the film ewas activated to display information
“2023”. (d) Upon extension of the irradiation time to 60 s, the film d was also activated to display the information of “2829”. Film a: BN-o-
OMe@PMMA; film b: BN-o-Met-Cz@PMMA; film c: BN@PMMA; film d: BN-m-OMe@PMMA; film e: BN-o-CN@PMMA.
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reveal a second set of cryptographic codes: “2829”. Such double-
encrypted RTP materials have rarely been reported, and show
good application prospects.

3 Conclusions

A series of triarylborane derivatives were prepared by intro-
ducing different push–pull electron groups. Aer incorporation
into the PMMA matrix, BN with a D–p–A system had good
generality as a photoinduced long-lived RTP material, such as
introduction of a non-conjugated electron-donating group,
methylenecarbazole, at the ortho position of the boron atom. A
BN-o-Met-Cz@PMMA lm exhibited different photoresponse
behaviors to photoactivation in different surrounding environ-
ments (air + 365 nm: sP = 0.18 s, FP = 6.83%; N2 + 365 nm: sP =
0.42 s, FP = 17.34%). In addition, the photo-activated RTP
performance was improved signicantly by introducing
a pseudo-halogen CN with electron-withdrawing properties in
the B-atom ortho-position of the BN molecular backbone
(BN@PMMA (sp = 0.73 s; Fp = 8.99%) / BN-o-CN@PMMA (sp
= 1.40 s; Fp = 7.94%)). To shed light on these phenomena,
a series of spectral, dilute-solution, solid-powder, crystal, and
theoretical studies were undertaken to show that introduction
of an electron-donating group or electron-withdrawing group to
the BN skeleton could promote ICT and intramolecular inter-
actions. Such actions could generate abundant triplet excitons,
simultaneously stabilize triplet excitons thanks to the PMMA
matrix, and triplet oxygen was sensitized to a singlet state under
UV irradiation to release efficient RTP. Moreover, BNmolecules
showed broad application prospects for information encryp-
tion, data erasure, anti-counterfeiting, and water resistance.
Our ndings proffer new ideas for the design, synthesis, and
application of organic RTP materials, enrich the types of
organic RTP materials, and promote their further development.
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