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Organic ammonium iodide salts as passivation
for buried interface enables efficient and stable
NiOx based p-i-n perovskite solar cells†
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The interfaces between a halide perovskite absorber film and its charge transporting layers have been

identified as one of the key bottlenecks for achieving high performance and stability. Herein we report

a benzothieno[3,2-b]benzothiophene (BTBT) derivative and a carbazole derivative to passivate the

interface between the sputtered NiOx and the halide perovskite in p-i-n perovskite solar cells (PSCs).

The treatment of the NiOx with the BTBT derivative significantly enhances the open-circuit voltage (Voc),

boosting the champion power conversion efficiency (PCE) from 16.6% to 18.6%. We carry out an

in-depth analysis of the interface employing a lift-off procedure revealing that the BTBT molecules

reside at the bottom interface and successfully suppress a (redox) reaction at this interface. As a result of

the improved interface quality, the stability of the PSCs is superior under maximum power point (MPP)

conditions and in ambient conditions, retaining 89% of the initial PCE after 250 hours at 25% relative

humidity and 95% after 1 hour under continuous MPP tracking (MPPT).

10th Anniversary Statement
Over the past ten years, the Journal of Materials Chemistry C has continued along the path of the Journal of Materials Chemistry as a prime destination for
studies that combine fundamental advances in materials chemistry with device aspects. This also holds for the hybrid perovskite field, with many inspiring and
impactful papers being published in the journal. The topic of the current manuscript, interfacial engineering of perovskite solar cells, has received significant
attention over the past years. With the current manuscript, we show that designed large organic ammonium cations can be employed as interlayers at the hole-
transporting layer/perovskite interface to enhance the power conversion efficiency (PCE) and stability of inverted architecture perovskite solar cells (PSCs).
While inverted architecture PSCs generally reach lower PCEs than their regular architecture counterparts, we are convinced that interfacial engineering can
greatly reduce this gap and that designed large organic molecules possess significant potential as interlayer materials.

1. Introduction

Perovskite solar cells have emerged as a promising photovoltaic
technology because of their excellent performance and the
possibility to be processed at a low cost. Over a decade of
intense research on PSCs has led the power conversion
efficiency (PCE) to reach a certified 25.7% and 31.3% for
single junction and perovskite/silicon (Si) tandem solar cells,
respectively.1 Despite the high performance, multiple bottle-
necks need to be overcome towards the commercialization of
PSCs. Firstly, as PSCs are mainly solution-processed devices,
the performance is still significantly inferior on a larger scale
compared to other photovoltaic (PV) technologies. Secondly,
the perovskite material has the tendency to degrade in outdoor
conditions, such as high temperatures, UV exposure, and
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ambient atmosphere.2,3 Consequently, the high initial perfor-
mance declines rather quickly over time in normal operating
conditions. Many approaches are being investigated to improve
the stability of PSCs, such as compositional3 and interfacial
engineering4,5 of the perovskite layer, development of more
stable transport layers, and process engineering of all the
layers.6

Typically, PSCs are fabricated in one of two architectures,
viz. n-i-p and p-i-n (inverted). In the n-i-p configuration, the
electron transporting layer (ETL) is processed first, followed by
the perovskite layer and the hole transporting layer (HTL).
Whereas in p-i-n, the HTL is processed first, followed by the
perovskite layer and the ETL. The majority of the research has
been conducted on n-i-p cells, and the highest PCEs have also
been obtained in this architecture. However, these n-i-p cells
frequently use TiO2 as ETL, which is prone to induce degrada-
tion under UV light,7 and they generally employ doped organic
semiconductors as HTL, such as spiro-OMeTAD, which are
unstable at high temperatures8 or polymers like poly(triaryl)-
amine (PTAA) which are costly, suffer from batch to batch
variation and need to be doped with hygroscopic dopants.
Therefore, research attention has lately been shifting to p-i-n
cells since they are generally more stable and can employ cheap
transport materials such as inorganic metal oxides (e.g., NiOx),
which can be deposited as HTL in this configuration. Addition-
ally, these inorganic materials can be processed with large-scale
compatible deposition techniques such as sputtering9 and
thermal evaporation. Nevertheless, the PCE of p-i-n PSCs is
still lagging compared to n-i-p PSCs, certainly in the case when
sputtered NiOx

10–12 is employed as HTL, where mainly the
inferior open-circuit voltage, Voc, is at the origin of the lower
PCE.12 It is argued that the lower Voc for NiOx-based HTLs
originates from an inferior energy band alignment of the
valence band maxima relative to the perovskite layer. There-
fore, doping of the solution-processed NiOx layer with Li, Mg,
and Cu has been an approach to improve the alignment.13,14

However, Caleb et al.12 showed the formation of a hole
blocking PbI2�xBrx layer at the NiOx/perovskite interface due
to redox reactions. Excess formamidinium iodide (FAI) in the
halide perovskite precursor was employed, which suppressed

the formation of the hole blocking PbI2�xBrx, resulting in
a significantly enhanced Voc, close to the Voc when PTAA is
used as HTL. Liu et al.,15 introduced phenethylammonium
iodide (PEAI) to modify the NiOx/perovskite interface, which
simultaneously contributed to enhanced crystallinity and sta-
bility of the halide perovskite layer, passivating interface
defects, forming a two-dimensional PEA2PbI4 perovskite
layer, and superior interface contact properties. Other organic
molecules, such as guanidinium (Gua), ethylammonium (EA),
n-butylammonium (BA) and dimethylammonium (DEA)
have also been employed at the HTL/perovskite interface
and it was found that the binding affinity of the mole-
cules to the substrates is one of the key determinants to form
a 2D phase at the buried interface.16 In the work by Chen
et al.16 only Gua was able to form a 2D phase (Gua2PbI4)
and was therefore used as passivation layer. However, the
influence on the photovoltaic performance of PSCs was not
shown for the other organic molecules, which don’t seem to
form a 2D phase according to the XRD results. Therefore, it is
not clear whether the capability of an organic molecule to
form a 2D phase at the bottom interface is essential to act as a
passivation layer.

In this work, two large organic ammonium iodide salts, a
carbazole (Cz) derivative and a benzothieno[3,2-b]benzothio-
phene (BTBT) derivative are used as an interlayer between
sputtered NiOx and halide perovskite, as shown in Fig. 1. The
BTBT derivative was recently used by some of the authors to
form quasi-2D cesium lead iodide perovskites with significantly
enhanced stability compared to butylammonium-based ones.17

In the current work, the potential of this BTBT derivative as a
passivator at HTL/perovskite interfaces is evaluated. Photo-
luminescence quantum yield (PLQY) measurements show that
both interlayer materials have the capability to passivate the
interfacial defects, with Voc enhancements of 40 mV and 100
mV for the Cz and BTBT interlayers, respectively, compared to
the control devices. External quantum efficiency (EQE) mea-
surements reveal that the BTBT interlayer results in a superior
charge carrier extraction at the NiOx/perovskite interface com-
pared to the Cz-based one and consequently gives rise to a
higher short-circuit current density ( Jsc), which is potentially

Fig. 1 (a) Molecular structure of BTBT and Cz. (b) Perovskite solar cell stack depiction. The control sample does not contain any modification between
NiOx and the perovskite layer.
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related to the well-known high charge carrier mobility of BTBT
derivatives.18–21

2. Results and discussion

The BTBT or Cz ammonium iodide salts were spin-coated from
dimethylformamide (DMF) on top of the HTL, followed by a
drying step. Next, the 3D halide perovskite was deposited via
spin coating and annealed (details are present in the ESI†). The
sample without the interlayer is referred to as control, whereas
the samples with the carbazole and BTBT-based interlayer are
referred to as Cz and BTBT, respectively.

A. PL and TRPL

To get insights into the impact of the interlayers on the non-
radiative interface recombination and on the hole extraction,
we performed steady-state (SSPL) and time-resolved photo-
luminescence (TRPL) measurements on glass samples with
and without HTL (NiOx). As shown in Fig. 2a, the films with
both interlayers deposited directly on glass (without HTL) give
rise to a very similar SSPL peak which is more intense than for
the control film, indicating enhanced radiative recombination
by the passivation of interfacial defects. The average lifetime of

the carriers, tavg, was extracted from the TRPL data using a
biexponential fit:

tavg ¼
A1:t1 þ A2:t2

A1 þ A2

The values for A1, A2, t1 and t2 are displayed in the ESI†
(Table S1). Based on this fitting, an extended average lifetime of
the photo-generated carriers is revealed, going from 196 ns
for the control to 285 ns and 317 ns for the Cz and BTBT
interlayers, respectively, indicating the suppression of non-
radiative recombination with the interlayers. The TRPL mea-
surements conducted on the substrates with NiOx, as shown in
Fig. 2c and d, reveal a very slightly accelerated decay in the first
tens of ns with both of the interlayers. Such accelerated decay
could be either due to enhanced interfacial trap recombination
or due to improved hole extraction. Given the improved life-
times of the photo-generated carriers in the presence of the
interlayers, as determined from the measurements on the glass
substrates, it is suggested that the faster decay on NiOx is due
to improved hole extraction. Nevertheless, the carriers have a
very similar lifetimes (13.5–14.5 ns) with and without the
interlayers, so the influence of the interlayers on the Jsc of solar

Fig. 2 (a) Steady-state PL and (b) time-resolved PL measurements for perovskite films on glass, with and without the interlayers. (c and d) Raw and fitted
data of time-resolved PL measurements for perovskite films with and without interlayers on the HTL (NiOx).

Journal of Materials Chemistry C Paper

Pu
bl

is
he

d 
on

 2
9 

di
ce

m
br

e 
20

22
. D

ow
nl

oa
de

d 
on

 0
1/

03
/2

02
6 

19
:1

5:
41

. 
View Article Online

https://doi.org/10.1039/d2tc04215k


This journal is © The Royal Society of Chemistry 2023 J. Mater. Chem. C, 2023, 11, 8146–8153 |  8149

cell devices is expected to be rather limited based on these
measurements.

B. JV and EQE

The photovoltaic performance is shown in Fig. 3 and summar-
ized in Table 1. As seen from the JV curves in Fig. 3a, the
interlayers mainly have an influence on the Voc, which is to be
expected for the passivation of interface defects. The improve-
ment with the BTBT interlayer is quite significant compared to
that based on Cz, exceeding the Voc of the control sample
(B0.91 V) with 100 mV compared to 30 mV using Cz. Small
differences in Jsc were noticed as well, which are more clearly
visualized by the EQE measurements shown in Fig. 3c. The
inset figure represents the difference between the EQE signal of
the cell with an interlayer and the control cell as a function of

wavelength, such that the influence of the interlayers on the
EQE at each wavelength is more apparent. As smaller wave-
lengths are mainly absorbed near the bottom interface of the
perovskite film, where these interlayers are present according to
HAXPES measurements (discussed in next section), the influence
of the interlayers on the EQE signal is expected to be most
significant for wavelengths in the range of 300–500 nm.

Fig. 3 (a) JV-curves of the champion PSCs with and without the interlayers and (b) the corresponding EQE output. The statistical distribution of the
measured (c–f) Voc, Jsc, FF and PCE.

Table 1 Solar cell device parameters extracted from the JV-curves of the
champion devices. The average values and deviation for the PCE is noted
within the brackets

Interlayer Jsc [mA cm�2] Voc [V] FF [%] PCE [%]

N.A. (Control) 22.65 0.92 79.47 16.58 (16.0 � 0.3)
Cz 22.43 0.94 80.46 16.94 (16.6 � 0.2)
BTBT 23.10 1.02 79.07 18.64 (17.5 � 0.4)

Paper Journal of Materials Chemistry C

Pu
bl

is
he

d 
on

 2
9 

di
ce

m
br

e 
20

22
. D

ow
nl

oa
de

d 
on

 0
1/

03
/2

02
6 

19
:1

5:
41

. 
View Article Online

https://doi.org/10.1039/d2tc04215k


8150 |  J. Mater. Chem. C, 2023, 11, 8146–8153 This journal is © The Royal Society of Chemistry 2023

Indeed, Fig. 3b reveals that the BTBT interlayer improves the
EQE signal of the control film by approximately 5% (absolute)
in the small wavelength region, while the Cz interlayer seems to
slightly suppress the signal. This corresponds well with the
measured Jsc, with values of 22.65 mA cm�2, 22.43 mA cm�2

and 23.1 mA cm�2 for the control film, Cz interlayer, and BTBT
interlayer, respectively. These results suggest that the BTBT
interlayer improves the charge carrier extraction at the inter-
face, as was suggested by the TRPL measurements, which may
either be the consequence of improved energy level alignment
or the well-known superior charge-carrier mobility of BTBT
molecules.15,18–20,22 Since a lift-off procedure (vide infra) is only
possible with PTAA as a sacrificial layer, PSCs with PTAA as HTL
were prepared as well, for which the J–V curves are shown in
Fig. S2 (ESI†). For this HTL, an improvement in Voc is achieved
as well using both interlayers. In comparison with NiOx as HTL,
the improvement with the BTBT interlayer is however more
limited and quite similar to that achieved with Cz as the
interlayer. This suggests that the influence of the interlayers
on the interface with NiOx is more complex than for PTAA and
likely related to the redox reactions which can occur at this
interface.12 For both HTLs, the champion efficiencies were
achieved when using BTBT as an interlayer, achieving 18.6%
and 20.6% for NiOx and PTAA, respectively.

C. XRD, XPS and HAXPES

To gain more insight into the interlayer formation, an analysis
method is required which can probe this buried interface.
As surface-sensitive techniques like XPS are not suitable in
the normal solar cell configuration, a lift-off process23 is
applied (peeling off the perovskite film from its original sub-
strate and attaching it in reverse orientation to a new substrate,
as illustrated in Fig. S1, ESI†). The main requirement for this
approach is the use of an (HTL) material that can be dissolved
in a perovskite-compatible solvent. Unfortunately, the preferred
HTL, NiOx, does not allow for the use of such an approach,
meaning that an alternative HTL like PTAA, which is usually
dissolved in chlorobenzene or toluene, has to be used for this
purpose.23,24 The lift-off process is described in more detail in
the ESI† (Fig. S1).

XRD measurements on the lift-off samples (Fig. 4a) do not
reveal the formation of 2D halide perovskites, as no reflections
are observed at angles below 101. However, it is clear that the
presence of the interlayers results in different ratios of the main
perovskite reflection at B141 2y and the main PbI2 reflection at
12.81 2y. For the control film without interlayer, the main PbI2

reflection is more intense than the main perovskite reflection,
suggesting that the PbI2 content is mainly present at the HTL/
perovskite interface in the inverted cell configuration. With the
Cz interlayer, the two reflections are of a similar magnitude,
while for the BTBT interlayer, the intensity of the PbI2 reflection
is significantly diminished. However, it is not clear whether the
PbI2 content is present at the interface or in the bulk. In case
the PbI2 content would be concentrated at the interface,
the XRD results could, at least in part, explain the superior
performance of the BTBT interlayer since PbI2 is known to act

as a hole blocking layer.11 To verify whether the PbI2 content as
determined by XRD is present at the interface or in the bulk,
both XPS and HAXPES measurements were performed on
lift-off samples, denoted as ‘‘Ref top’’ and ‘‘BTBT top’’ in
Fig. 4b, and on a pure PbI2 film, as a reference, which was
spin coated on a separate substrate. Typically, the information
depth of standard XPS is limited to the very first few nan-
ometers, making it extremely sensitive to ultrathin surface
layers, while the harder X-rays of HAXPES allow to significantly
increase the kinetic energy of photoelectrons thereby enabling
information depths up to about 100 nm,24,25 thus represen-
ting bulk properties. In order to establish the surface and bulk
properties of the perovskite film w./w.o. the BTBT interlayer,
the I-3d5/2 core level was characterized using high energy
resolution. Focusing first on the XPS results presented in
Fig. 4c, a single peak can be recognized at a binding energy
of 619.2 eV for the PbI2 reference. In contrast, the perovskite
absorber w./w.o. BTBT reveals a main I-3d5/2 core line at
619.4 eV (with no additional peak or shoulder at 619.2 eV
suggesting no substantial contribution by PbI2) followed by a
chemically shifted component at 621.4 eV which is significant
for the pure perovskite reference, but much weaker when
adding BTBT before perovskite deposition. The difference in
peak position of the main I-3d5/2 core line for both perovskites
(w/wo BTBT layer) as compared to the PbI2 reference is con-
firmed by the more bulk sensitive HAXPES measurements
which, however, do not show the additional chemically shifted
component at 621.4 eV. By combining both experiments (XPS,
HAXPES), we can conclude that (i) there is no substantial
amount of PbI2 accumulated at the interface between the pure
perovskite and its HTL (suggesting that the PbI2 content,
revealed by the XRD measurements, is located more deeply in
the perovskite bulk), but that (ii) there exists an interface layer
of unknown origin (visible in the surface sensitive XPS, but
not in the bulk-sensitive HAXPES measurements) which is
strongly suppressed in the presence of the BTBT interlayer.
The additional intensity observed in the I-3d5/2 core level
spectra at 621.4 eV suggests the presence of iodide in a different
(less negative) oxidation state as compared to the perovskite
and PbI2 reference. Higher binding energies have been
reported in the presence of oxygen26 which, in a simple picture,
can be assigned to the stronger electronegativity of oxygen
(3.44) as compared to iodine (2.66). Although a clear assign-
ment of the measured peak position (621.4 eV) of this new
spectral component is not possible at the moment, it can be
speculated that the peak is the result of an oxidation reaction
(e.g. with oxygen from the ITO that was used during the
preparation of the lift-off films). Such an oxidation reaction is
expected to occur as well when the perovskite film is deposited
on top of NiOx during the processing of the PSCs, which will be
suppressed in the presence of BTBT. We can also speculate that
the existence of an additional interlayer (in the absence of
BTBT) might negatively influence the energy band alignment
between the perovskite and the HTL, resulting in a reduced Voc.
The chemical identification of this new component and its
impact on energy level alignment will require a dedicated study
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which is beyond the scope of the present work. Finally, as these
Cz and BTBT ammonium salts can be dissolved in the same
solvents that are used for the perovskite solution (DMF and
DMSO), the interlayer could potentially be fully or partially
dissolved during the spin coating step of the 3D halide per-
ovskite on top of this layer. As a result, the interlayer molecules
could hypothetically enter into the perovskite bulk structure.
To assess whether this is the case, additional HAXPES measure-
ments were performed on four different device stack config-
urations using PTAA as HTL, as shown in Fig. 4b. ‘‘Ref bottom’’
and ‘‘BTBT bottom’’ samples contain the normal configuration
as used in the PSCs, meaning that they haven’t been subjected
to a lift-off process. These samples are prepared on silicon
substrates instead of glass/ITO substrates to facilitate the
preparation of small samples by breaking, as required for the
XPS and HAXPES measurements, and to prevent charging
effects during these measurements. As mentioned earlier,
‘‘Ref top’’ and ‘‘BTBT top’’ samples are obtained by the lift-off
process. For this experiment, we focused on the sulfur 1s core
level since this element is only present in the BTBT molecules

and not in the 3D halide perovskite. Since Cz only contains
elements that are the same as those in the 3D perovskite (H, N
and C), we limited this study to BTBT. The HAXPES results for
the four configurations are shown in Fig. 4d, presenting the
S-1s core level region. As expected, for both configurations
without the BTBT interlayer, no signal corresponding to sulfur
is present. For the lift-off configuration with the BTBT inter-
layer, a very clear S-1s signal can be noticed which does not
exist for the normal configuration with the BTBT interlayer.
Based on these results, it can be concluded that the presence of
the BTBT molecules is limited to the HTL/perovskite bottom
interface and therefore, these interlayers passivate this inter-
face, improving the optoelectronic properties and device per-
formance as described above. It must be noted that while PTAA
was used as the HTL instead of NiOx to perform this analysis,
we expect the interaction of the interlayer molecules, via their
ammonium (NH3

+) tethering group, to be stronger with the
polar NiOx surface than with the more apolar PTAA surface.
As such, the absence of BTBT molecules present in the bulk of
the 3D halide perovskite as determined for the case of PTAA as

Fig. 4 (a) XRD measurements performed on lift-off samples with and without the interlayers. (b) Illustration of the four different configurations used for
XPS and HAXPES measurements. (c) XPS and HAXPES measurements performed on lift-off samples concentrating on the I-3d5/2 core level. (d) HAXPES
measurement performed on all configurations concentrating on the S-1s core level.
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HTL, is a strong indicator that the same will be true for the case
of NiOx as HTL.

D. Stability

The PSCs were exposed to a relative humidity (RH) of 25% in
the dark for 250 hours, and the PCE was measured at intervals
of 70–100 hours to track the decline of the performance, as
shown in Fig. 5. For both interlayers, a clear improvement in
the stability is obtained, retaining 84% and 89% of the initial
performance for Cz and BTBT, respectively, while the control
cell (i.e. without the Cz or BTBT interlayer) only retained 67% of
the initial performance. The critical factor for these cells was
the FF, as the Jsc and Voc remained rather unchanged over the
course of the tests (Fig. S3, ESI†), suggesting that the perovskite
layer itself was not the most sensitive material to the stress
conditions, but rather one of the interfaces. Given the positive
effect of the interlayers on the stability, we hypothesize that the
stabilization of the NiOx/perovskite interface is at least partly
responsible for the improved stability. Additionally, samples
with and without the interlayers were exposed to continuous
illumination for an hour while held under maximum power
point (MPP) conditions. Over this time, the interlayers signifi-
cantly improve the stability under operational conditions, as
the control only retained 82% of its initial performance while
88% and 95% was retained for Cz and BTBT, respectively. This
also shows that the BTBT interlayer has a profound impact on
improving the stability at the interface.

3. Conclusion and outlook

In summary, we have developed two new interface passivation
materials based on benzothieno[3,2-b] benzothiophene (BTBT)
and carbazole (Cz). These materials were introduced at the
NiOx/perovskite interface in p-i-n perovskite solar cells, a key
bottleneck for the device’s performance and stability. The PSCs
with the BTBT interlayer showed higher PCE and stability than
the control and Cz-based devices. To get mechanistic insights,
we performed XPS, HAXPS, PLQY, and TRPL measurements.

These results show that passivation of the NiOx/perovskite
interface via the BTBT derivative suppresses a (redox) reaction
at this interface and significantly enhances the open-circuit
voltage (Voc) by suppressing the non-radiative recombination.
These results provide a design rationale for new passivation
materials and self-assembled monolayers. We believe that the
BTBT core can be combined with phosphonic acid functionali-
ties to create new self-assembled monolayers in further work,
given the success of Cz-based phosphonic acid SAMs.27–30
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