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18636 cells: will they feature in future vehicles?

Mitsuharu Chisaka @ *

Polymer electrolyte fuel cells have attracted considerable attention as possible replacements for internal
combustion engines (ICEs) in light duty vehicles for journeys typically over 300 miles as well as for
medium/heavy duty vehicles. In these vehicle types, carbon black is currently used as the support for
platinum (Pt)-based catalysts at the cathode and anode. Carbon black is protected from corrosion during
startup/shutdown and unwanted fuel (H,) starvation by controlling the potential of both electrodes using
high-cost system-level measures. Carbon-support-free Pt-based cathode catalysts, which are durable at
the high potentials experienced during startup/shutdown due to the reverse current decay mechanism,
have therefore been studied extensively over the last two decades. Anodes with impeded oxygen
reduction reaction (ORR) activity have also been developed over the last decade to suppress cathode
degradation, as the high potential at the cathode is caused by the reduction of contaminated O,
molecules at the anode. During H, starvation, the potential of the anode exceeds that of the cathode,
which reverses the cell voltage. Theoretical studies have predicted that binary and nonbinary
stoichiometric oxides should be stable under these cathode and anode conditions. This paper focuses
on non-carbon supports beyond the typical oxides. Both conductivity and the surface area are crucial in
decreasing Pt loading to the platinum group metal (PGM) level used in exhaust gas catalytic converters in
conventional gasoline-fueled ICE-powered vehicles. As the conductivity of powders/particles is
a particular focus of this article, reports on suboxides and nitrides with metallic characters are covered.
Some Pt/non-carbon catalysts exhibit higher ORR activity and durability against startup/shutdown at the
cathodes, as well as higher durability against cell reversal at the anodes, compared with conventional
carbon-supported Pt or platinum-cobalt (PtCo) catalysts under specific conditions such as high Pt

loading or low relative humidity. The origin of these beneficial properties is reviewed. In contrast to these
Received 18th April 2024

Accepted 14th June 2024 positive results, negative reports of non-carbon supports for the anode and cathode are also highlighted,

and the advantages and disadvantages of using non-carbon supports are discussed. Recent
improvements in carbon-support-free, non-PGM cathode materials with the use of conductive TiN and
rsc.li/materials-a associated challenges are also reviewed.

DOI: 10.1039/d4ta02664k

1 IntrOdU Ctl on public health. Some cities, regions, and countries have planned
to phase out conventional internal combustion engines (ICEs)
In many countries, the transport sector generates the largest in LDVs between 2025 and 2040,° while California, the first state
share of greenhouse gas (GHG) emissions, for example, to introduce emission regulations, plans to phase out ICEs even
accounting for 29% of 2022 GHG emissions in the United States in MDVs/HDVs. The California Air Resources Board (CARB)
(US).* Light duty vehicles (LDVs; <10 000 lbs in weight) and aims to phase out ICEs in all buses and trucks by 2045, with
medium/heavy duty vehicles (MDVs/HDVs, >10000 lbs in earlier goals recently being specified for trucks (2036)* and
weight) are responsible for the majority of GHG emissions from  public buses (2029).°
the US transport sector (59% and 23% from LDVs and MDVs/ Electric vehicles (EVs) and fuel cell vehicles (FCVs) powered
HDVs, respectively).> Policies to reduce GHG and particulate by secondary batteries such as lithium-ion batteries (LIBs) and
emissions from LDVs have been implemented worldwide, to polymer electrolyte fuel cells (PEFCs), respectively, are potential
reduce the future impact of climate change and to protect alternative zero-emission vehicles to replace ICE-powered
conventional vehicles. Unlike EVs, FCVs are expected to be
Department of Sustainable Energy, Hirosaki University, 3 Bunkyo-cho, Hirosaki, used in LDVs for journeys over 300 mﬂf‘:S,ﬁ as well as in MDVs/
Aomori 036-8561, Japan. E-mail: chisaka@hirosaki-u.ac,p; Fax: +81-172-39-3559; 1DVS:” Although a decade has passed since the launch of mid-
Tel: +81-172-39-3559 sedan FCVs in 2014, these vehicles still represent a small
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percentage of the current market share. Currently, carbon
black-supported platinum (Pt/C or Pt/CB) and platinum-cobalt
(PtCo/C or PtCo/CB) catalysts are used to catalyze the hydrogen
oxidation reaction (HOR) at the anode and the oxygen reduction
reaction (ORR) at the cathode in PEFC catalyst layers, respec-
tively.*® Due to the slower kinetics of the ORR compared with
the HOR, the platinum loading of the cathode is four-fold that
of the corresponding anode.” The high platinum loading
requirement is assumed to be the greatest cost barrier to the
widespread adoption of FCVs.' Therefore, efforts have been
made over the last two decades to reduce the amount of plat-
inum required in PEFCs by an order of magnitude to ~20 g per
128 kW for a mid-sedan passenger vehicle.*® However, a further
reduction to ~6 g per vehicle is necessary to make PEFC-
powered passenger vehicles affordable and allow their wide-
spread adoption.” This value is equivalent to the mass of plat-
inum group metal (PGM) catalysts required in a catalytic
converter used for the exhaust gas of a gasoline-fueled LDV."

In addition to the high costs, carbon-supported platinum-
based catalysts currently lack stability, with the instability of
platinum/platinum alloy catalysts and the corrosion of carbon
supports being two major challenges in improving the dura-
bility of PEFC stacks.' In an ideal PEFC, the anode and cathode
reactions are as follows (eqn (1) and (2)):

HOR at anodes: H, — 2H" + 2¢~ (1)
ORR at cathodes: O, + 4H" + 4¢~ — 2H,0 (2)

During the startup and shutdown of PEFCs, the anode
becomes contaminated with O, molecules originating either
from the cathode or the air. Later, the contaminating O,
molecules are reduced to water as the anode Pt/C catalyzes the
ORR (eqn (2)), giving rise to a counter cathode potential of up to
~1.5 V versus the reversible hydrogen electrode (RHE) via
a reverse current decay mechanism." Because in-plane proton
conductivity in the catalyst layers is insufficient, protons in the
anode ORR are sourced from the counter cathode, at which
either the oxygen evolution reaction (OER) via eqn (3) or the
carbon oxidation reaction (COR) via eqn (4) and/or (5) proceeds,
as shown in Fig. 1.” The carbon black in the PtCo/C cathode is
easily oxidized at such high potentials.

2H,0 — O, + 4H" + 4~ (3)
C +2H,0 — CO, + 4H" + 4e™ (4)
C+ H,O - CO +2H" + 2¢~ (5)

The oxidation of carbon black supports has been experi-
mentally confirmed by monitoring CO, gas formation at PEFC
cathodes." The PtCo nanoparticles on the carbon supports can
no longer be used once the carbon supports are corroded. The
startup/shutdown cycles cause more severe damage to the
performance of conventional PEFC catalyst layers employing
carbon black via the corrosion than load cycles, which induce
the instability of platinum/platinum alloys.’* To avoid this

This journal is © The Royal Society of Chemistry 2024
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issue, carbon supports are usually protected by system-level
measures, such as reducing the cathode air flow rate during
shutdown to minimize O, diffusion to the anode through
a membrane and injecting a small amount of H, into the anode
during FCV off-time to react with O, contaminants."”® These
measures further increase the cost of FCVs.

The COR ends when the contaminant O, molecules are
consumed after startup or when the load current is switched off
after the shutdown of PEFCs. The cathode catalysts are thus left
at a high potential for a short time during startup and shutdown
if the system-level measures described above are not taken. The
Fuel Cell Commercialization Conference in Japan (FCCJ)
defined a protocol for evaluating the durability of FCVs against
startup/shutdown, in which the potential was cycled between
1.0 and 1.5 V at a high scan rate of 0.5 V s~ in both a half-cell
and a single cell, in 2011.'® The protocol has been most widely
used in the last decade and was later followed by the US
Department of Energy (DOE) protocol, which set an identical
potential range and scan rate."” In the current review, this
protocol is denoted as the “FCC]J startup/shutdown cycle” for
the sake of simplicity. The protocols for evaluating the dura-
bility against the normal driving mode of FCVs have also been
defined by the FCCJ and DOE, and both protocols have been
updated since 2007. The FCC]J revised the protocol only once in
2011, in which the potential was cycled with symmetric rect-
angular waves (held at 0.6 V for 3 s as “load on” and then held at
1.0 V for 3 s as “load off” mode)'® and has been most widely used
to date. The DOE protocol has been revised several times. In
2016, rectangular waves similar to those described in the FCCJ
were set, and the sole difference was the upper potential at
0.95 V in the DOE protocol.”” These protocols are hereafter
referred to as FCCJ or DOE load cycles.

Researchers in this community have paid less attention to the
anode catalyst layers and have focused on developing cathode
counterparts. The kinetics of the HOR in PEFC anodes are 3-4
orders of magnitude faster than those of the ORR in the cath-
odes' to achieve low anode platinum loading, which is one-
quarter of that of the cathode,” while maintaining an anode
potential below ~0.1 V versus RHE. The standard electrode
potential for eqn (4) and (5) is 0.207 and 0.518 V, respectively,
versus the standard hydrogen electrode (SHE), and thus the COR
does not proceed in Pt/C anodes during the normal operation of
FCVs. However, the COR proceeds under some operating
conditions such as “sub-zero startup,” which refers to startup at
temperatures below 273 K to form ice, which blocks hydrogen
flow fields, rapid load change with high fuel utilization, uneven
current distribution in flow fields, and uneven reactant flux
distributions between cells in a stack. Under these conditions,
there is insufficient H, gas for oxidation to maintain the current,
and instead, both the OER (eqn (3)) and the COR (eqn (4) and/or
(5)) proceed at the H,-starved anode to compensate for the
current shortage. The anode potential increases to reverse the
cell voltage and achieve a minus value during H, starvation, as
shown in Fig. 2." The anode potential after this phenomenon,
which is called a cell reversal, shortly increases beyond 1.5 V
versus RHE, and continuously increases. Similar to the cathode
during startup/shutdown, carbon supports are easily oxidized via
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Fig.1 Potential distributions along the anode flow path under reverse current conditions, where V., V,,,¥ and @ denote the potential of cathode
metal, anode metal and electrolyte, respectively. Reproduced with permission.*? Copyright 2005, The Electrochemical Society.
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Fig. 2 (a) Anode potential, (b) cathode potential, and (c) cell voltage
versus time curves during cell reversal. Reproduced with permission.*®
Copyright 2004, Elsevier.

eqn (4) at such high potentials. The evolved O, gas at the carbon-
free platinum black anode®* and Pt/C anode* due to the OER
(eqn (3)) and CO, gas at the Pt/C anode due to the COR (eqn
(4))**** during cell reversal were experimentally confirmed by gas
analyses. Interestingly, Baumgartner et al. reported that CO, and
CO gases have also been detected from PEFC anodes during cell
reversal, although the precise mechanism for CO formation has
not been clarified.*

Upon cell reversal, the carbon supports at the Pt/C anodes
face corrosion for longer durations than the PtCo/C cathodes
during startup/shutdown, considerably reducing cell
performance.’®?' In general, the COR proceeds with a high
overpotential and is thus accompanied by heat loss, which leads
to pinholes in the membrane.**** Anode H, fuel and cathode air
can be mixed through the pinholes to further generate heat,**

18638 | J. Mater. Chem. A, 2024, 12, 18636-18673

which may cause a fire in the worst case. To avoid cell reversal,
current system-level measures include monitoring all cell volt-
ages® and low fuel utilization. However, once again, these
measures increase the system cost of FCVs.*®

The issues described in relation to currently available carbon
black supports at the anode and cathode of the PEFC catalyst
layers have motivated researchers to develop carbon-support-free
platinum-based catalysts. Furthermore, the scarcity and price of
PGMs have driven the development of PGM-free catalysts. The
ultimate catalyst is therefore a carbon-support-free, non-PGM
catalyst. In this paper, non-carbon-support alternatives to
carbon black in the cathode and anode of PEFCs are reviewed first
in Section 2. Pathways to enhance the startup/shutdown dura-
bility of cathodes developed in the last two decades include
durable non-carbon cathode supports and HOR-selective anodes
that impede the undesired ORR at the anode. As the conductivity
of the new catalyst is crucial in all pathways, this paper focuses on
conductivity at the bulk and the particulate, including contact
resistance. Non-carbon anode supports that are durable against
cell reversal have recently been developed with and without OER
catalysts. Some negative reports on non-carbon supports in the
anode and the cathode are also highlighted, and the merits and
demerits of the use of non-carbon supports are discussed at the
end of Section 2. The ultimate carbon-support-free, non-PGM
catalysts are then reviewed in Section 3. Finally, the possible
use of these carbon-support-free catalysts in FCVs is summarized,
including the challenges and recommended experimental
conditions for future work.

2 Carbon-support-free platinum/
platinum alloy catalysts
2.1 Cathode catalysts

The cathode potential operates between 0.6 and 0.95/1.0 V
versus RHE in FCVs in a normal operation mode.**"” The normal

This journal is © The Royal Society of Chemistry 2024
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Fig. 3 Most stable substances under typical polymer electrolyte fuel cell (PEFC) cathode conditions derived from thermochemically calculated
pH-potential diagrams. The potential and the temperature were set at 1.0 V versus the reversible hydrogen electrode (RHE) at pH = 0 and 353 K,
respectively. Insoluble elements/compounds are shown in red, and the gray background indicates N/A. Reproduced with permission.?®

Copyright 2010, The Electrochemical Society.

potential range is much lower than that during startup/
shutdown as mentioned in Section 1, and thus the cathode
environment in the normal mode is gentler to catalysts
compared with during startup/shutdown. However,
elements are stable even in the normal operating mode of PEFC
cathodes, as shown in Fig. 3. Sasaki et al. reported the stability
of 54 elements in PEFC cathodes, in which the potential was set
at 1.0 V versus RHE at pH = 0 by using thermochemical calcu-
lations.”® The temperature was set at 353 K, which is the oper-
ating  temperature of current PEFCs  employing
a perfluorosulfonate ionomer (PFSI) membrane such as
Nafion™ produced by DuPont. Most elements exist as ions that
may leach out, while stable elements exist as binary oxides,
oxide hydrates, or metals under the given conditions. Pt is
stable as the metallic element according to Fig. 3, while it is
well-known to dissolve as Pt ions and then deposit on other Pt
particles (Ostwald ripening) in the cathodes during long-term
operation at 1.0 V. It then migrates from the cathodes to
membranes, where it is redeposited to form a “Pt band” in the
membranes.>” This inconsistency could be due to (i) defi-
ciencies in the database, which describes the most stable
substances,? while minor soluble species such as Pt** and Pt**
cause gradual Ostwald ripening, (ii) potential cycling in the
normal driving mode (so-called “load cycling”), which acceler-
ates Pt dissolution during the operation of FCVs,* and (iii)
small amounts of hydrogen peroxide byproducts formed during
the ORR via a two-electron reaction represented by eqn (6) as
they dissolve Pt.>***

few

02 + 2HJr +2e” — H202 (6)

Ten years after the publication of the work by Sasaki et al.,
the Norskov group investigated the stability of 47 814 nonbinary
metal oxides at 0.6-1.0 V (for the ORR) and 1.2-2.0 V (for the
OER) versus RHE at pH = 0 using theoretical calculations.*® The

This journal is © The Royal Society of Chemistry 2024

stable candidates screened were Sb/Ti/Sn/Ge/Mo/W-based
oxides. These theoretical calculation results based on binary*®
and nonbinary® oxides suggest that the abovementioned oxides
are the most promising candidates for stable-support alterna-
tives to the currently available carbon black. However, it is
noted that there may be exceptions in the elements excluded
from the screening using theoretical calculations. Lv et al. re-
ported that nano-sized ZrO, particles are electrochemically
stable after 48 h of potential holding at 1.2 V versus RHE in
0.5 mol dm ™ H,S0, solution, displaying negligible changes in
the cyclic voltammograms (CVs).** ZrO, is dissolved away
during the harsh oxidative treatment used in the study by Lv
et al., judging from Fig. 3, while it survives as it was sufficiently
stable or the dissolution process was kinetically slow. Both the
instability of Pt*” and the stability of ZrO, (ref. 31) reported in
previous studies are inconsistent with Fig. 3 and suggest the
absence of a perfect database for screening stable candidates in
the PEFC cathodes, in which several factors affect the stability.
In particular, factors (i)-(iii) mentioned in the previous para-
graph are not simultaneously included in any database and
therefore, in this subsection, cathode Pt/Pt-alloy catalysts on
non-carbon supports are reviewed without limiting the scope to
stoichiometric oxides. Suboxides, oxides and nitrides are
considered as their particles can show high conductivity after
applying pressure below that of hot-pressing membrane elec-
trode assemblies (MEAs), typically 10 MPa. The conductivity is
comparable to or only one order of magnitude lower than that of
carbon black at room temperature, at least in some
compositions.

2.1.1 Platinum/platinum alloy catalysts on oxide supports

2.1.1.1 Titanium suboxide-supported catalysts. Oxide mate-
rials have been assumed to be the most stable supports for
PEFC cathodes, and thus many research groups have focused on
developing oxide supports. The predicted stable binary oxides
shown in Fig. 3 have one common theme in that the metals are
at the highest oxidation state, which is reasonable for stability

J. Mater. Chem. A, 2024, 12, 18636-18673 | 18639
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Fig. 4 (a) Crystal structure of rutile TiO, and TizO5. (b) A conductivity versus n in Magnéli-phase Ti,O,,_; curve. Reproduced with permission.**
Copyright 2010, Elsevier. (c) Cyclic voltammograms (CVs) of Ti4O; and carbon black; Vulcan XC-72 electrodes in membrane electrode
assemblies (MEAs) supplied with N at a scan rate of 100 mV st at 353 K. The counter electrodes were made with commercial 40% w/w Pt/C and
supplied with fully humidified H, to be a reversible hydrogen electrode (RHE). Therefore, the counter electrode also served as a reference
electrode. Reproduced with permission.** Copyright 2005, Elsevier. (d) Scanning electron microscopy (SEM) images of 5% w/w Pt/Ti4O; and 30%
w/w Pt/C after annealing at 1273 K for 3 h under H,, denoted as 30% w/w Pt/XC72-HTT. (e) Cell voltage versus current density curves for MEAs
fabricated using 5% w/w Pt/Ti;O; and 30% w/w Pt/XC72-HTT in the cathode at 353 K. Platinum loading was set at 0.24 and 0.29 mgp; cm~? for
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in the highly oxidative environment of the PEFC cathodes.
Except for PGM oxides, which have a black color, these oxides
are all white or yellow in color, indicating their insulating
nature. The geometrical current density of PEFCs is on the order
of Acm ™2, which is at least two orders of magnitude higher than
that of conventional LIBs or even post-LIBs, such as state-of-the-
art solid-state lithium batteries.®” Insulating materials have
been used in the electrodes of the abovementioned batteries
with low current densities, although they are used with diffi-
culty in PEFCs with high current densities. Therefore, several
strategies, such as introducing oxygen vacancies or doping
other metals, have been used to enhance the conductivity of
stable binary non-PGM oxides.

Among various oxides, titanium oxides have been most
widely investigated as supports for PEFC cathodes owing to
their high conductivity and natural abundance. Fig. 4(a) shows
the crystal structure of rutile TiO, and TisO,, one of the
members of the Magneéli-phase titanium suboxide group,
Ti,0,,_1 (4 = n = 10), which were discovered by Andersson and
Magneli in 1956.>**° Rutile TiO,, the most thermodynamically
stable and most common titanium dioxide polymorph in
nature, consists of TiOg octahedra in which six oxygen atoms at
the corners surround a titanium atom at the center. Each
octahedron shares two opposite edges and free corner oxygen
atoms to link adjacent octahedra. In Ti,O,,_1, OXygen vacancies
are present in every nth layer to produce shear planes. The
electrical conductivities reported to date are shown in Fig. 4(b).
The highest value at n = 4 is above 1000 S cm™ ' at room
temperature,* which is 16 orders of magnitude higher than that
of rutile TiO, and comparable to that of graphite.*” The reported
high conductivity motivated several researchers to develop
Ti,O; as supports for PEFC cathodes. Pioneering studies by
Toroi et al. in the 2000s displayed the significant potential of this
material, although issues remained in terms of their use in
vehicles. Fig. 4(c) shows the CVs of Ti,O, powder synthesized by
annealing commercial TiO, powder at 1323 K for 6 h under H,
gas and commercial carbon black particles, Vulcan XC-72, in
a PEFC single cell. Vulcan XC-72 has been the standard carbon
support in Pt/C until the 2000s. Ti,O; exhibited high stability up
to 1.8 V versus RHE to show a small anodic current, whereas
Vulcan XC-72 was oxidized to show a rapid increase in the
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anodic current as the potential increased above 0.9 V. These CVs
also indicate that ~20% of the Ti,O, surface was electrochem-
ically active, which is much lower than the ~68% calculated for
Vulcan XC-72 using the loading, theoretical double-layer
capacitance and Brunauer-Emmett-Teller (BET) surface
area.** The electrochemically active surface area (ECSA) refers to
the area which is accessible to protons and electrons. The low
ECSA value of Ti,O; may be due to the low coverage of PFSI on
Ti,O, powder, as PFSI produces paths for protons, or the low
electrical conductivity of Ti,O, powder, as discussed later. The
BET surface area of the Ti,O, powder was reported to be 0.95 m?
¢~ ', which is two orders of magnitude lower than that of Vulcan
XC-72, 250 m> g ' The low surface area is due to its high
synthesis temperature of 1323 K, which induces agglomeration
of Ti,O; powder to yield sub-micrometer to micrometer-sized
particles. Fig. 4(d) shows the scanning electron microscopy
(SEM) images of Ti,O,-supported platinum (Pt/Ti,O-) catalysts
and commercial carbon-supported platinum catalysts after
annealing at 1273 K for 3 h under H, gas (Pt/XC72-HTT). The
bright spots in these images represent Pt particles. Owing to the
small surface area of large Ti,O; powder, the mass fraction of Pt
was controlled to 5% w/w to prevent Pt particle coagulation,
which is much lower than that in Pt/XC72-HTT, at 30% w/w.>®
The 5% w/w Pt/Ti,O, catalysts displayed a lower cell voltage at
any current density in a single cell than 30% w/w Pt/XC72-HTT
owing to the smaller ECSA, as shown in Fig. 4(e). Although the
initial performance of 5% w/w Pt/Ti,O, was lower, the stability
at high potentials was greater compared with 30% w/w Pt/XC72-
HTT, as shown in Fig. 4(f). An MEA with the 5% w/w Pt/Ti O,
cathode catalyst layer on a titanium gas diffusion layer (Ti-GDL)
displayed negligible changes in cell voltages at any current
density, even after holding the cell voltage at 1.5 V for 1 h. In
contrast, an MEA with 30% w/w Pt/XC72-HTT/Ti-GDL deterio-
rated to complete loss of ORR activity. The CVs during voltage
holding indicate that XC72-HTT was oxidized from 1.2 V.
Control experiments using conventional carbon cloth GDLs
revealed that even carbon atoms in the GDLs were oxidized at
1.5 V for 1 h, and thus carbon should be eliminated from both
catalyst layers and GDLs under harsh conditions without using
high-cost potential protecting systems.** These pioneering
studies by Ioroi et al. clearly indicate the advantages of Ti O,

5% w/w Pt/Ti,O; and 30% w/w Pt/XC72-HTT, respectively. The anode and cathode gases were fully humidified H, and O, respectively. The inset
shows their corresponding CVs. (f) Cell voltage versus current density curves for MEAs fabricated using 5% w/w Pt/Ti;O; and 30% w/w Pt/XC72-
HTT in the cathode catalyst layer formed on a hydrophobic titanium fiber gas diffusion layer (Ti-GDL) before (initial state) and after voltage
holding at 1.2-1.5V for 1 h at 353 K. Reproduced with permission.*®> Copyright 2008, The Electrochemical Society. (g) Field emission (FE)-SEM
images of (top) fine Ti;O; particles synthesized via a carbothermal reduction reaction route and (bottom) micrometer-sized Ti;O; powder
synthesized from commercial TiO, powder (TizO,-L). (h) Cell voltage versus current density (V—j) curves of five MEAs fabricated using
commercial 46% w/w Pt/C and Pt/Ti4O with four different Pt mass fractions, 5%, 10%, 20%, and 30% w/w in the cathode at 353 K. Pt/C was used
in the anode of all MEAs and the Pt loading at the anode and cathode was 0.2 and 0.5 mgp cm™2, respectively. The anode and cathode gases
were fully humidified H, and O, with 83% relative humidity (RH), respectively. (i) Ti 2p and Pt 4f X-ray photoelectron spectra of the 20% w/w Pt/
Ti4O5 catalyst (solid curves). For reference, a Ti 2p spectrum of TizO7 and a Pt 4f spectrum of commercial Pt/C are shown by the dashed curves. (j)
V—j curves of an MEA fabricated using 20% w/w Pt/Ti4O5 in the anode and cathode before (solid curve) and after (dashed curve) 10 000 voltage
cycles with symmetric rectangular waves (held at 0.6 V for 3 s and then at 1.0 V for 3 s); hereafter referred to as FCCJ load cycles. Pt loading and
operating conditions are identical to those of (h). Reproduced with permission.*® Copyright 2021, Royal Society of Chemistry. (k) Powder/particle
conductivity versus pressure (e—P) curves of commercial carbon black, Ketjen Black EC600JD, and micron-sized Ti4O,-L powders shown at the
bottom of (g),*® fine Ti,O5 particles,®***” Ti4O; fibers, commercial TiO,, P25 particles®® and fine Ti,,05,_1 (4 = n = 6) particles.>® Reproduced with
permission.*~3*° Copyright 2021, Royal Society of Chemistry, Copyright 2024, Royal Society of Chemistry, Copyright 2016, Elsevier and Copyright
2011, The Electrochemical Society.
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while revealing challenges for their use in vehicles. The former
include the high stability after holding the cell voltage at 1.5 V
for 1 h and the latter include low initial cell performance and
a low Pt mass fraction in Pt/Ti O, due to the large Ti,O, powder.
A strong reductive atmosphere such as pure hydrogen at a high
temperature above 1273 K has been required to synthesize Ti, O,
from natural TiO,.** During high-temperature annealing, the
size of the starting material TiO, increases to form agglomer-
ated Ti O, powder, typically of a micrometer order. Indeed, the
most widely used commercial Ti,O,, Ebonex® has a size of 3-
500 um.** A small quantity of Pt particles can readily be
deposited on such large Ti,O, powder, and the resulting catalyst
layer thickness may be much larger than that of the current
PtCo/C catalyst layers, which is typically ~10 um.® Recent
analyses on the MEAs of the latest FCV revealed an anode and
cathode catalyst layer thickness of 3.42 and 8.81 pm, respec-
tively.® A particle size of around 100 nm is needed to increase
the surface area of Ti,O, to an order of at least one hundred m?
g~ " (equivalent to that of conventional carbon black), and thus
to increase the mass fraction of Pt without increasing the Pt size
to enhance the cell performance. Ioroi et al. later developed
a new pulsed ultraviolet (UV) laser irradiation method to
synthesize Ti,0,, ;1 particles without using high-temperature
annealing. Although the crystal structure was not a single
Ti,O; phase, the BET surface area was successfully increased to
20 m> g~ after optimizing the solvent to acetonitrile, in which
TiO, nanoparticles were irradiated using a UV laser.*® Senevir-
athne et al. developed Ti,O, nanofiber supports by annealing
electrospun TiO, nanofibers at 1323 K for 6 h under a 50% v/v
H,/N, gas mixture. The BET surface area, 51 m> g~ " of TiO,
nanofibers, decreased to 6 m*> g~ " of Ti,O, nanofibers during
the annealing process.** Yao et al. successfully synthesized
Ti,O, nanofiber supports with a BET surface area of 26 m* g~ !
by annealing SiO,-coated TiO, nanotubes at 1323 K for 4 h
under pure H, gas. The SiO, shell covering the Ti,O; fibers was
removed using 2% HF solution for 45 h. Although such
a multistep method, combined with the use of toxic HF, may
increase the cost of synthesis, the size growth and decrease in
the surface area during high-temperature annealing were
successfully suppressed by the SiO, shell. The durability of the
Ti,O; fiber-supported Pt nanoparticles outperformed the dura-
bility of commercial Pt/C catalysts against accelerated degra-
dation tests (ADTs), in which the potential was cycled between
0.6 and 1.4 V versus SHE in a half-cell employing 0.5 mol dm*
H,S0, solution. The high durability was reported due to (1)
highly stable Ti,O; fiber supports and (2) strong metal-support
interactions (SMSIs), as confirmed by X-ray photoelectron
spectroscopy (XPS). The Pt 4f binding energy of the Pt/Ti,O,
fibers shifted lower, and the changes in binding energy during
ADTs were smaller compared with those of commercial Pt/C.*
The term SMSI was first introduced by Tauster et al. in 1978 to
explain the dramatic changes in the chemisorption properties
of Group VIII noble metals on TiO,* and is believed to be the
origin of the enhancement in many catalytic properties of
supported metal catalysts, including the ORR activity of carbon-
free PEFC cathode catalysts.*” As Pt particles can bind to Ti O
more strongly than to carbon, Al,0;, and SiO,, they are less
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mobile on Ti,O, to suppress Pt particle size growth with
increasing temperature compared with Pt/C, Pt/Al,O;, and Pt/
Si0,.**** Therefore, the durability of Pt/Ti,O, in PEFC cathodes
is expected to exceed that of Pt/C. The SiO, coating route was
also used for the synthesis of particulate Ti;O, with a BET
surface area of 6 m*> g~' by the Hwang group.® Although
significant efforts have been made to suppress the growth of
Ti,O; support size, the reported BET surface area was below 100
m?® g " as mentioned above, and a single-cell performance with
Pt/Ti,O, cathodes comparable to that with their Pt/C counter-
part has not been reported until recently. In 2021, we success-
fully synthesized >2 g of Ti,O5 fine particles with a BET surface
area of 172 m> g~ via an inexpensive carbothermal reduction
reaction route, as shown in Fig. 4(g). Pt nanoparticles were
highly dispersed on the Ti,O; particles, and the Pt mass fraction
was successfully increased to 30% w/w owing to the high surface
area of Ti,O;. The average Pt particle size of the optimized 20%
w/w Pt/Ti,O, determined by a CO pulse method was 4.2 nm,
slightly exceeding that of commercial Pt/C, and the single-cell
performance with the Pt/Ti,O, cathode was similar to that of
the Pt/C cathode, as shown in Fig. 4(h). The SMSIs between Pt
nanoparticles and Ti,O, supports were observed, as shown in
Fig. 4(i). The Ti 2ps,, peak binding energy shifted to higher
binding energy regions after Pt nanoparticles were supported,
indicating the decreased electron density of titanium in Pt/
Ti O, compared with Ti,O,. Pt/Ti;O, showed a lower Pt 4f,,
peak binding energy than commercial Pt/C, indicating that the
electron density of Pt nanoparticles in Pt/Ti,O, exceeded that of
Pt/C. These Ti 2p and Pt 4f spectra indicate that the electrons
from the titanium atoms in Ti O, supports were transferred to
the platinum atoms in Pt nanoparticles.>® These results are in
good agreement with previous oxide-supported platinum cata-
lysts, in which SMSIs are reported to enhance ORR activity.**
As the durability against startup/shutdown cannot be evaluated
with conventional GDLs utilizing carbon paper or carbon
cloth,* the durability of Pt/Ti,O, against FCCJ load cycles was
evaluated with an MEA utilizing Pt/Ti,O; in the anode and
cathode, as shown in Fig. 4(j). The cell voltage, V, did not change
at any current density, j, after 10 000 cycles, indicating that HOR
and ORR activity was retained during the cycles. The load cycle
durability is among the highest in the state-of-the-art Pt/oxide
catalysts, as shown in Table 1. The enhanced cell performance
is due to (1) the high surface area which allows an increased Pt
mass fraction without increasing the Pt nanoparticle size and
(2) the high conductivity, as shown in Fig. 4(k). The conductivity
of powders, g, is determined by bulk and contact resistance, and
the latter depends on the morphology, size, and size distribu-
tions. In many papers on Pt or Pt-alloy/non-carbon catalysts,
only one g-value of non-carbon supports measured at a specific
pressure, P, has been reported. The selected P differs across
these papers, and the specific P value is not even described in
some papers, making it difficult to compare the reported o-
values of non-carbon supports against each other. Some
researchers reported o at various P values, and the ¢ values of
Ti 0,,°*® mixed Magnéli-phase Ti,0,, 1 (4 = n = 6),*
commercial TiO, (ref. 38) and commercial carbon black? are
compared in Fig. 4(k). The g-value of fine Ti, O, particles shown

This journal is © The Royal Society of Chemistry 2024
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Table 1 Load cycle durability of Pt or Pt—Co supported on various oxides evaluated in a single cell®

Cathode catalyst” Wpy mp” Back pressure’ Load cycle protocol Teen’ Oxidant AV Reference
Pt/Ti, O, 20% w/w 0.5 Ambient pressure 0.6 V(3 s)-1.0V (3 s) 353 K0,83%RH O0OmV 36
Pt/Tiz05M0¢.,Sig .4 20% w/w 0.2 N/A 0.6V-1.0Vat05Vs* (triangle waves) 323 K O, 100% RH 16 mV 54
Pt/TiO, 60.4% w/w 0.4 0.27 MPa-absolute 0.7 V (30 S)—O.9 \' (30 S) 353 K Air 100% RH 0.09V 55
Pt/Tay 5Tiy 50, 20% w/w 0.4 Ambient pressure 0.6 V (3 5)-0.95 V (3 s) 353 K Air 75% RH ~15 mV 56

Pt/Ru0,-TiO,
Pt/IrO,-TiO,

40% w/w  0.35 N/A

Pt/Cu,N-doped TiO, 40% w/w 0.2
Pt;,C0/SNg.0sNbg 020,-VGCF N/A 0.3
Pt/Nb-doped SnO, 18.5% w/w 0.1
Pt/Sb-doped SnO, 20% w/w 0.4

N/A

0.6 V (35)-0.95V (3 s)
8.9% w/w 0.45 0.15 MPa-absolute 0.6 V-1.0 V at 50 mV s~ ' (triangle waves) 353 K Air 100% RH 0.07V 57

Ambient pressure 0.6 V-1.0 V at 50 mV s~ *
0.6V (35)-1.0V(35)
Ambient pressure 0.6 V (3 5)-0.94 V (60 s)
Ambient pressure 0.6 V (3 5)-0.95V (3 s)

353 K Air 100% RH 0.03V 14

0, 100% RH 0.07 V
348 K O, 100% RH 0.07V 58
353 K Air 100% RH 0.09V 59
353 K O, 100% RH 0.08 V 60
353 K Air 90% RH 0.20V 61

“ Anode catalysts were commercial Pt/C except for ref. 36, in which 20% w/w Pt/Ti,O, was used for the anode and cathode. b cathode platinum
loading in mgp, cm 2. ¢ Cathode back pressure. ¢ Cell temperature. ° Decrease in Vatj = 1 A cm™2 after 10 000 cycles except for ref. 54, 55, 59
and 61, which used 50 000 (assumption, the cycle number was not clearly described in ref. 54) and 5000 cycles, respectively. Ref. 57 and 60
report a decrease in V + IR after 10 000 cycles. / It was 0.1 MPa without clear descriptions as gauge or absolute pressure in ref. 54. £ N/A, not

applicable; RH, relative humidity; VGCF, vapor-grown carbon fiber.

in Fig. 4(g) is high (0.7 S cm ™" from the lowest P of 3 MPa) and
exceeds 1 S cm™ ' at P = 6 MPa, which is just one order of
magnitude lower than that of commercial carbon black used in
Pt/C (Ketjen Black EC600JD). The results shown in Fig. 4(h) and
(k) suggest that the o-value of fine Ti,O, particles was suffi-
ciently high not to restrict cell performance, at least under the
conditions used. Li et al. recently synthesized fine Ti,O, parti-
cles using our carbothermal reduction reaction route with some
modifications.’” The g-value reported in our paper* was well
reproduced by Li et al®* as shown by the open® and filled
circles,” respectively, in Fig. 4(k). The 172 m”> g BET surface
area reported in our paper®® was also well reproduced by Li et al.,
at 166 m”> g '.¥ Micrometer-sized Ti,O, synthesized by
a conventional method, annealing commercial TiO, powder
under a reductive atmosphere (denoted as Ti,O,-L), resulted in
a o-value five orders of magnitude lower, at P = 3 MPa, two
orders of magnitude lower at P = 25 MPa compared with fine
Ti,O; particles. This differing dependence of ¢ on P may be the
result of the difference in size, as shown in Fig. 4(g). As the
particle size decreases, the tensile strain increases, distorting
the crystal lattice to incorporate oxygen vacancies, which is
known to increase the conductivity of oxides.®> Indeed, Raman
spectra showed that fine Ti,O, particles contained a large
number of oxygen vacancies on the surface.*® Thus, contact
resistance between Ti O, particles, which is dominant for ¢ at
low P, is suppressed owing to the high surface conductivity.
Controlling the size to the order of 10 or 100 nm, as well as
maintaining phase purity in the crystal structure, is necessary
for the use of Ti,O; as a support for PEFC cathodes. The catalyst
mass, which is vital for its use in vehicles, should increase by
changing the support from carbon black to Ti,O; at a lower Pt
mass fraction in Pt/Ti,O, than Pt/C when the Pt loading is kept
constant. The Pt mass fraction of a standard Pt/C (TEC10E50E;
Tanaka Kikinzoku Kogyo) is 46-48% w/w and that in Pt/Ti,O,
optimized in ref. 36 was 20% w/w. Li et al succeeded in
increasing the Pt mass fraction optimized for use in PEFC
anodes to 40% w/w with a smaller Pt particle size (3-4 nm) and
narrower size distribution than our work®® by using an ethanol

This journal is © The Royal Society of Chemistry 2024

reduction method to deposit Pt nanoparticles on Ti O, with
a size of 200-300 nm.*” The enlargement of the surface area of
Ti,O; by decreasing its size produces a larger number of sites on
which to deposit Pt nanoparticles. A Ti,O, particle size of
approximately 100 nm will be sufficient to produce 46% w/w Pt/
Ti O,, similar to the standard Pt/C. The density of Ti O,
4.32 g cm 3, is approximately twice as large as that of carbon,
2.2 g cm ™, and thus the volume of Pt/Ti O, is lower than that of
Pt/C at an identical platinum mass fraction. Therefore, catalyst
layer thickness can be reduced by replacing Pt/C with Pt/Ti,O- at
a constant platinum mass fraction and constant platinum
loading. Indeed, the thickness of the 40% w/w Pt/Ti O catalyst
layer was much lower than that of the 47% w/w Pt/C catalyst
layer.%”

Another challenge for the widespread use of Ti,O; is its
scalability, and the batch size has not been described in many
publications. We have recently reported that simple substitu-
tional vanadium doping increased the batch size of Ti,O,
synthesized via a conventional high-temperature solid-state
reaction route to 2 g. Vanadium cations, V** and V**, were dis-
solved into a Ti O, lattice without segregating to form vana-
dium oxides up to (Tip.91Vo.00)407.** A combination of vanadium
doping and the carbothermal reduction reaction may further
increase the batch size.

Esfahani et al. utilized Mo-doped Ti;O5 (ref. 65) and Mo, Si-
codoped TizOs (ref. 54 and 66) as supports for Pt particles.
Although Ti;05 is less conductive in bulk than Ti,0,* their
conductivity was enhanced by doping with Mo and Si.*® The
term “doping” has been most frequently used to describe the
introduction of foreign elements into metal oxides, nitrides,
etc., although the precise meaning differs by author. When v**
substituted for Ti** in Ti 0, the peaks in the X-ray diffraction
(XRD) patterns shifted to higher angles with increasing vana-
dium doping level as the ionic radius of V** is lower than that of
Ti*".* In this case, the term “doping” is taken to mean substi-
tution. In other cases, foreign elements occupy an interstitial
position or form other phases. The term “doping” has even been
used without evaluating the crystal structure in some papers. In
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Fig.5 (a) Cell potential versus current density curves of MEAs fabricated using Pt/TiO, and Pt/C in cathodes and Pt/C in anodes at 348 K. The Pt
loading was set at 0.5 and 0.4 mgp; cm ™2 in the anode and cathode, respectively. The anode and cathode gases were fully humidified H, and O,
respectively. (b) Cell potential versus current density curves of MEAs fabricated using Pt/TiO, and Pt/C in cathodes and Pt/C in anodes at 353 K
before and after cell potential holding at 1.2 V for various durations. The anode and cathode gases were H, and O,, respectively, with 50% RH.
During potential holding, the cell was supplied with fully humidified H, and N at the anode and cathode, respectively. The Pt loading was set at
0.5 and 0.4 mgp cm~2in the anodes and cathodes, respectively. Reproduced with permission.s” Copyright 2009, American Chemical Society. (c)
Transmission electron microscopy (TEM) images of 20% w/w Pt/Tag 3Tig 702, 20% w/w Pt/C, and commercial 46% w/w Pt/C particles before and
after 10 000 voltage cycles between 1.0 and 1.5V at 0.5 V s, hereafter denoted as FCCJ startup/shutdown cycles in a single cell. Reproduced
with permission.®® Copyright 2014, American Chemical Society. (d) Cell potential versus current density curves of MEAs fabricated using
a phosphoric-acid-doped polybenzimidazole (PBI) membrane, 20% w/w Pt/TiO,-Nb, and 20% w/w Pt/TiO,-Ta in the cathodes and 20% w/w Pt/
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the current paper, all articles that contributed to the develop-
ment of carbon-support-free catalysts are reviewed, and the
term “doping” is taken to mean any of the cases described
above. The Mo, Si-codoped Ti;O5 contains seven phases (Ti3Os,
TigO, Mo, M0O,, M0¢O,6, Si, and SiO,), and the presence of
these different phases makes it difficult to clarify the role of
each element. However, the reported durability is among the
highest in the reported oxide-supported catalysts, as shown in
Table 1.

2.1.1.2 Titanium dioxide-supported catalysts. Titanium
dioxide, TiO,, is the most widely studied metal oxide owing to
its abundance and potential for use in a number of applications
including photocatalysis, photovoltaic cells, gas sensors, and
anodes in secondary batteries based on lithium, sodium,
potassium, and aluminum ions. TiO,-based materials are also
the most studied non-carbon PEFC cathode catalyst supports.
The main advantage of TiO, is its higher surface area compared
with Magnéli-phase Ti,0,, ;, which is due to the lower
synthesis temperature because TiO, does not need to be
reduced at high temperatures. In contrast, the principal
disadvantage of TiO, is its lower conductivity, as displayed in
Fig. 4(k). The Popov group reported high surface-area TiO,
supports for PEFC cathodes, including mesoporous TiO, with
a BET surface area of 250-266 m” g~ ', which was successfully
synthesized via a template-assisted route using Pluronic P123 as
a surfactant.®” Pt nanoparticles were deposited on high
surface-area mesoporous TiO, to yield high platinum mass
fractions of 40% w/w and 60% w/w for Pt particle sizes of 4.2 nm
and 5.1 nm, respectively.®® Pt/TiO, exhibited a single-cell
performance comparable to that of commercial Pt/C when the
cell voltage exceeded 0.6 V, as shown in Fig. 5(a). At a cell voltage
below 0.6 V, Pt/TiO, displayed even higher current density than
Pt/C owing to the thinner catalyst layer, improving mass-
transport properties. As the density of TiO, is approximately
twice that of carbon, the Pt/TiO, catalyst layers were thinner
than their Pt/C counterparts (<3 pm).*” Pt/TiO, exhibited
considerably higher durability against cell potential held at
1.2 V compared with Pt/C, as shown in Fig. 5(b). Although these
results from the Popov group are encouraging, other
researchers have extended their work to use TiO,-carbon
composites to further enhance the conductivity of TiO,
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supports. Composites of oxides and carbon materials such as
carbon black’™ and carbon nanotubes (CNTs)” rely on the
conductivity of the carbon materials, which decreases following
exposure to high PEFC potentials due to carbon corrosion, as
described in Section 1. A more favorable approach than using
TiO,-carbon composites is to enhance the conductivity of TiO,
by doping with other cations or anions.

2.1.1.2.1 Cation-doped titanium dioxide-supported catalysts.
Pentavalent cations such as Nb>*, Ta®*, and V>* are the most
studied dopants for TiO, as a PEFC cathode catalyst support.
When pentavalent cations (M>") substituted for Ti** in TiO,, one
Ti cation vacancy is created for every four M>" introduced, or
Ti*" is reduced to Ti** for every M>* introduced to compensate
for the charge imbalance caused by M>" substitution. This
introduces shallow donor levels below the conduction band
edge of TiO, and increases the metallic character. The doping of
hexavalent cations such as Mo®" and W°' into TiO, has also
been researched, and Nb-doped TiO, has been investigated by
many groups since the late 2000s. A higher ORR activity has
been reported for Nb-doped TiO, compared with Pt/C in half-
cells employing acidic media,”*”® as well as a higher dura-
bility of Nb-doped TiO, than Pt/C in single cells.®*>®* These
advantages of Nb-doped TiO, have been attributed to
SMSIs.”%7%7%81 However, the initial single-cell performance of
Nb-doped TiO, remains lower than that of Pt/C,***' and careful
optimization of some factors is therefore needed. As mentioned
in Section 2.1.1.1, each titanium atom in rutile TiO, coordinates
six oxygen atoms to form a TiOg octahedron. Anatase, another
form of TiO, which is often used as a Pt-catalyst support, also
consists of TiOg octahedra, but differs in the number of shared
edges (two for rutile versus four for anatase). Therefore, the
coordination number of the titanium atoms in both anatase
and rutile TiO, is 6. The ionic radii of 6-coordinated titanium
and its dopants are listed in Table 2. The ionic radius of Nb>*
at 64 pm is close to that of Ti** (60.5 pm), and thus Nb>" readily
substituted for Ti’" to increase the doping level. Both the
anatase/rutile ratio and Nb-doping level significantly affect the
conductivity and BET surface area of Nb-doped TiO,,* which
are critical for the single-cell performance of Pt/Nb-doped TiO,.
Most studies on Nb-doped TiO, have been performed using
a single composition, i.e., a single Nb-doping level or sole crystal

C in the anodes at 423 K before and after holding the open-circuit potential for 200 h. Pt loading was set at 0.2 and 0.5 mgp, cm~2 in the anodes
and cathodes, respectively. Reproduced with permission.®® Copyright 2014, Royal Society of Chemistry. (e) Unfilled d-states of Pt foil,
commercial 20% w/w Pt/C, commercial 30% w/w PtCo/C, and 20% w/w Pt/Tig7Mog 30, measured using X-ray adsorption near-edge spec-
troscopy (XANES). (f) Current density of commercial 20% w/w Pt/C, commercial 30% w/w PtCo/C and 20% w/w Pt/Tig7;M0q 0, at 0.9 V versus
SHE in 0.5 mol dm~> H,SO, before and after 5000 potential cycles between 0 and 1.1V at 50 mV s~*. Reproduced with permission.®® Copyright
2011, American Chemical Society. (g) Proposed models of selective oxygen adsorption and the different reaction pathways for oxygen disso-
ciation on the Pt/d-Tig 9gMog 1O, catalyst at (A) the interface between the Pt and oxygen vacancy and (B) the supported Pt surface, where white,
red, blue, and light blue spheres represent Ti, oxygen, Pt, and, Mo, respectively. Reproduced with permission.”® Copyright 2016, American
Chemical Society. (h) Schematic illustration of Pt loading on single-doped and dual-doped TiO, supports and the oxygen reduction reaction
(ORR). Reproduced with permission.”* Copyright 2017, Nature Publishing Group. (i) High-resolution (HR) TEM images of Pt on Pt/TiO, after
reduction under pure H, at 473 K. Reproduced with permission.”? Copyright 2017, Elsevier. (j) Schematic diagram of the correlation between TiO,
film coverage and Pt particle size. The larger the number of Pt atomic layer deposition (ALD) cycles, the larger the Pt particle size, and the smaller
the TiO, surface coverage, and vice versa. (k) Rotating ring disk electrode voltammograms of Pt/TiO,_,/C catalysts prepared with ALD and 5% w/
w Pt/C as a reference. Roughness factors (in cmptz/cmgeoz) of the electrodes are shown in the legend. The voltammograms were obtained in the
anodic scan direction recorded at 50 mV s~ and 1600 rpm in O, saturated 0.1 mol dm~3 HCIO,4. The ring potential was held at 1.2 V versus RHE.
Reproduced with permission.” Copyright 2020, The Electrochemical Society.
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Table 2 lonic radii of 6-coordinated cations®
Tonic radius Tonic radius Tonic radius

Cation (pm) Cation (pm) Cation (pm)

Ti* 60.5 Ve 54 crt* 55

Nb** 64 v 58 cr*t 61.5

Nb** 68 Mo®* 59 we* 60

Ta*" 64 Mo’" 61 w>* 62

Ta*" 68 crt 49 w* 66

structure (anatase or rutile). Careful optimization of these
material factors mentioned in the previous sentence and cata-
lyst layer structure such as the PFSI to catalyst ratio and the
mass fraction of Pt in Pt/Nb-doped TiO, to control the thickness
and pore structure may improve the single-cell performance of
MEAs employing Pt/Nb-doped TiO, catalyst layers.

Kumar and Ramani introduced Ta-doped TiO, into PEFC
cathodes in the mid-2010s.>*** The Ta formed solid solutions
with TiO, and shifted peaks in the XRD patterns to lower angles,
suggesting that the larger Ta>" substituted for smaller Ti*" in
TiO,.** Interestingly, the growth of the TiO, particle size during
annealing at 1123 K for 3 h was inhibited by Ta-doping due to
distortion in the crystal lattice. When the composition changed
from TiO, to Ta, 3Tiy 7O,, the mean particle size decreased from
84 nm to 67 nm, and thus the BET surface area increased from 9
m® ¢ to 26 m”> g~ .** Pt nanoparticles around 4-5 nm in size
were supported on Ta, 3Tiy ;O to yield 20% w/w Pt/Ta, 3Tig 70,.
Although the ECSA and ORR mass activity of 20% w/w Pt/
Tay 3Tiy.,0, are smaller than those of commercial 46% w/w Pt/C
with 3 nm Pt particles in both a half-cell®* and single cell*® owing
to the larger Pt particle size, 20% w/w Pt/Ta, 3Ti, O, exhibited
much higher durability against 10 000 DOE load cycles and 10
000 FCCJ startup/shutdown cycles than 46% w/w Pt/C in a single
cell. During both types of cycles, the growth of Pt particle size in
20% w/w Pt/Ta, 3Ti, ,0, was suppressed, as shown in Fig. 5(c),
with the high durability ascribed to the SMSI between Pt
nanoparticles and Tag 3Tip,0, supports.®® Other researchers
following the work of Kumar and Ramani reported that SMSIs
were responsible for the higher durability of Pt/Ta-doped TiO,
versus commercial Pt/C.*** SMSIs in Pt/Ta-doped TiO, and Pt/
Nb-doped TiO, were also reported to enhance the methanol
oxidation reaction at 353 K in direct methanol fuel cell (DMFC)
anodes and the ORR at temperatures exceeding that of PEFCs
(423 K in polybenzimidazole [PBI] membrane fuel cell cathodes,
as shown in Fig. 5(d)).*

Vanadium, whose maximum valence is 5+, has attracted less
attention than Nb>* or Ta®>" as a dopant in TiO,. In 2016, Kim
et al. reported that SMSIs were responsible for the three-fold
higher durability of Pt nanoparticles supported on spherical
V-doped TiO, particles compared to Pt/C in a half-cell.*
Although the half-cell tests were designed with catalyst layers
comprising catalysts and carbon black to improve the conduc-
tivity, and although the compositions of the catalysts are not
described, Kim et al. noted that lattice contraction by substi-
tutional doping of the smaller V** for Ti*" in TiO, shortened the
interatomic Pt-Pt bond length to enhance ORR activity. Table 2
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shows that the ionic radii of Nb°" and Ta®" are larger than that
of Ti*", and thus the TiO, lattice is expanded when Nb>* or Ta**
substituted for Ti*". Kim et al also reported that the ORR
activity of Pt/V-doped TiO, exceeded that of Pt supported on
TiO, doped with larger cations (Pt/Cr-doped TiO, and Pt/Nb-
doped TiO,).** Later, Noh et al. reported the higher activity
and durability of a 6% w/w Pt/V-TiO, nanotube (V-TNT)
compared with conventional 20% w/w Pt/C in a half-cell
without adding carbon black in catalyst layers. Similar to the
work of Kim et al.,*® they also used Cr-doped and Nb-doped TNT
as supports. Among the three 6% w/w Pt/M-TNTs where M =V,
Cr, or Nb, Pt/V-TNT displayed the smallest Pt particle size and
the highest ORR activity and durability.*” Using single-cell tests,
Bharti and Cheruvally reported higher ORR activity and dura-
bility of Pt/V-doped TiO, particle catalysts compared with
commercial Pt/C.®

The Hwang group has focused on Mo-doped TiO, supports.
By using a hydrothermal method, fine Ti,;Mo0,3;0, nano-
particles (8-10 nm in size) with a high BET surface area of 230
m?> g~ were successfully synthesized. The Mo ions with an
average valence of 5.75 were dissolved in a single anatase TiO,
phase. Then 3-4 nm Pt nanoparticles were anchored on
Tip.7M0g 30, using a microwave-assisted polyol method. X-ray
adsorption near-edge spectroscopy (XANES) revealed that 20%
w/w Pt/Ti, ;Mo, 30, displayed a higher electron density around
the Pt atoms, and thus a lower d-band vacancy than commercial
20% w/w Pt/C or commercial 30% w/w PtCo/C owing to SMSIs
between Pt nanoparticles and Tip;Mo0,30,, as shown in
Fig. 5(e). 20% w/w Pt/Ti, Mo, 30, exhibited the highest initial
ORR activity and the highest durability against 5000 potential
cycles between 0 and 1.1 V versus RHE in half-cells among the
three catalysts, as shown in Fig. 5(f).® Later, the composition
was optimized after introducing oxygen vacancies by H,
annealing to Tig oMo, ;0,. The oxygen vacancies enhanced the
conductivity and ORR activity by facilitating the dissociative
adsorption of O, molecules on the Pt surface, with the proposed
ORR model by density functional theory (DFT) calculations
shown in Fig. 5(g).”° Rutile TiO, doped with other cations such
as W and Ir and anatase TiO, doped with W have also been
reported to enhance the ORR activity and durability of Pt cata-
lysts in half-cells.®>-**

2.1.1.2.2 Cation and anion codoped titanium dioxide-
supported catalysts. While anions such as N>~ and F~ have
been doped into TiO, photocatalysts to decrease the band gap
and increase the electrical conductivity, anion-doped TiO, has
seldom been investigated as a support material in PEFCs. The
Hwang group developed Nb/Ta- and N-codoped TiO, particles
for use as support materials in PEFC cathodes. These dopants
successfully formed a solid solution with the anatase TiO,
crystal structure, and ¢ at P =200 MPa and the BET surface area
were increased by codoping rather than single-cation doping.
Interestingly, Ti K-edge XANES analyses revealed that Pt nano-
particles were selectively deposited on oxygen vacancy sites on
Nb/Ta- and N-codoped TiO, supports compared with Nb/Ta-
doped TiO,. The Pt particles deposited on the oxygen vacancy
sites were more electronegative and had fewer hydroxyl groups

This journal is © The Royal Society of Chemistry 2024
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on the surface during the ORR, enhancing the activity as illus-
trated in Fig. 5(h). Due to SMSIs, both Pt/codoped TiO, catalysts
displayed higher ORR activity and durability against load cycles
between 0.6 and 1.0 V at 50 mV s~ ' than Pt/C in a half-cell.”* Lee
et al. reported N- and C-codoped TiO,-supported Pt catalysts.
Abundant oxygen vacancies and lattice disorder defects formed
by the N, C-codoping enhanced the magnitude of the SMSIs to
achieve high durability against 5000 FCC] startup/shutdown
cycles in a single cell.”” The high durability of Pt/N, C-codoped
TiO, in a half cell was reported by the Bhat group.” The
codoping of Cu and N into TiO, supports has also been shown
to enhance ORR activity compared with Pt/C in a single cell.*®

2.1.1.2.3 Mixed oxide-supported catalysts. Besides the
substitutional and/or interstitial doping described above, the
Ramani group also reported mixed oxide supports in the 2010s.
By using a simple wet chemical route and annealing at 723 K in
air, a mixture of anatase TiO, and rutile RuO, (TRO) supports
with a BET surface area of 33 &+ 4 m® g ' was synthesized.
Although the pressure applied for the measurements was not
described, the TiO,-RuO, support particles displayed a high ¢ of
21+ 5Scm ™, which is close to that of carbon black (Vulcan XC-
72) at 31 = 5 S ecm™'.>* RuO, and IrO, have been used as OER
catalysts and are known to exhibit metallic conductivities in the
range of 0.01-1 times the conductivities of the parent metals.
The conductivities of RuO, in the [100] and [001] directions at
300 K are 27.7 and 28.0 kS cm ™', respectively, and the average
single-crystal conductivity is reported to be 28.4 kS cm %
Therefore, the high g-value of TRO particles is reasonable. Pt
particles around 4-6 nm in size were deposited on TRO, and
40% w/w Pt/TRO exhibited higher durability against the DOE
load and startup/shutdown cycles in a single cell compared with
commercial 50% w/w Pt/C owing to SMSIs."* Other important
findings from this comprehensive work are that carbon corro-
sion during startup/shutdown resulted in more severe damage
than Pt dissolution during load cycles. In addition, CO, emis-
sions were observed from the Pt/TRO cathode exit of a single
cell. Although the volume of CO, emissions from the Pt/TRO
cathode was one order of magnitude lower than that of Pt/C,
the carbon microporous layer of GDLs was oxidized,** which
is consistent with the results of Ioroi et al.,*® suggesting the need
to develop carbon-free GDLs. Similarly, Patru et al. reported that
Pt/IrO,-TiO, exhibited higher durability against load cycles and
startup/shutdown cycles in single cells compared with
commercial 47% w/w Pt/C due to SMSIs.”” The advantage of
both mixed oxide supports is a high conductivity, although
a disadvantage is the scarcity of RuO, and IrO,. The use of these
mixed oxide supports inevitably causes an increase in PGM
loading.

All of the above-cited studies on TiO,-based supports
emphasize the merits of SMSIs for enhancing ORR activity and/
or durability in half-cells and single cells. However, contrasting
results have been reported since the late 2010s. One disadvan-
tage of SMSIs is the formation of reduced thin titanium oxide
(TiO,_,) layers on Pt particles®® that suppress ORR activity. The
Hwang group reported that simple annealing of Pt/TiO, at a low
temperature (473 K) induced SMSIs between the Pt

This journal is © The Royal Society of Chemistry 2024

View Article Online

Journal of Materials Chemistry A

nanoparticles and commercial TiO, particles (P25; a standard
photocatalyst with 80% anatase and 20% rutile; Degussa Co.).
The Pt particles on TiO, were covered by thin TiO,_, layers, as
shown by the arrows in Fig. 5(i). Electrochemical characteriza-
tion in a half-cell revealed that the thin TiO,_, layers formed
during low-temperature annealing decreased the ORR activity of
Pt/TiO,, while the layers were removed by hydrofluoric acid
treatment to boost the ORR activity beyond that of the original
Pt/TiO,. Similar results were also observed from Pt/Nb-doped
TiO,. The thin TiO,_, layers suppressed ORR activity, whereas
protons could pass through the layers from CVs.”” Banham et al.
suggested Nb and/or Ti dissolution from Nb-doped anatase
TiO, supports and their redeposition on Pt nanoparticles. The
ORR activity of Pt/Nb-doped TiO, decreased significantly during
potential cycling between 1.0 and 1.4 V versus RHE in a half-cell
employing 0.1 mol dm~® HCIO, electrolyte, although its HOR
activity did not change. The HOR activity of Pt/Nb-doped TiO,
was also stable after holding the anode voltage at 1.45 V versus
the cathode supplied with H, (i.e., the RHE in a single cell).””
Eckardt et al. reported that Pt/TiO, and Pt/TiO,-CNT composite
catalysts degraded faster than Pt/C during startup/shutdown
ADTs in a half-cell and suggested that this was due to the thin
TiO,_, layers.®® Stithmeier et al. recently systematically investi-
gated the transport properties of thin TiO,_, layers. The thin
TiO,_, layers on Pt particles reduced the ORR, OER, and CO
oxidation activity of Pt catalysts, although they did not affect
either the HOR activity or the formation of hydrogen under-
potential deposition. This indicates that unlike protons and
hydrogen, oxygen and oxygenated species could not pass
through the layers, making Pt/TiO, a highly selective HOR
catalyst.”>*® The researchers deposited Pt nanoparticles on
a reduced TiO,_,, film synthesized at 973 K for 2 h under 4% v/v
H,/Ar via atomic layer deposition (ALD) and controlled the size
of the Pt particles by changing the number of ALD cycles. A
schematic diagram of the correlation between the layer coverage
and Pt particle size obtained from the electrochemical
measurements and transmission electron microscopy (TEM)
images is shown in Fig. 5(j). Pt particle size increased and the Pt
surface area decreased with increasing number of ALD cycles,
while ORR activity increased significantly due to the increase in
the exposed Pt surface area, as shown in Fig. 5(k). Hornberger
et al. reported that a thin oxide layer gradually grew on the Pt
particles during potential cycles between 0.6 and 0.95 V versus
RHE at 0.1 Vs~ ' in 0.1 mol dm ® HCIO,. The growth of the thin
layer due to SMSIs decreased the ECSA and ORR activity of Pt/
TRO.™ The controversial effect of SMSIs on the ORR activity
and durability of Pt/(M-)TiO, catalysts needs to be further
investigated. In many reports, SMSIs between Pt nanoparticles
and TiO,-based supports produce higher ORR activity and
durability than conventional Pt/C, although there are excep-
tions that display lower ORR activity and durability owing to the
presence of thin TiO,_, layers on Pt particles, as mentioned
above. One of the key factors is Pt particle size, as addressed by
Stihmeier et al.” In previous studies on Pt/TiO, or Pt/Ti,O; in
which high ORR activity and durability are reported, the Pt
particle sizes are larger (mostly above 4 nm) than those of
commercial Pt/C. The surface coverage of the thin TiO,_, layers
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on the Pt particles might be low when the particle size is large,
as illustrated in Fig. 5(j). This illustration is a hypothetical
model, and discussions around clear high-resolution (HR)-TEM
images are needed in future studies.

2.1.1.3 Tin dioxide-supported catalysts. Owing to its abun-
dance and high stability in PEFC cathodes, SnO, is one of the
most studied supports in this field. The Sasaki group has been
developing SnO, supports since 2009. SnO, particles with a size
of the order of several tens of nanometers and a BET surface
area of approximately 20 m> g~ were synthesized via a copre-
cipitation route. Compared with previous studies on Pt/
titanium suboxide and Pt/titanium oxide-based catalysts,
smaller Pt nanoparticles with a diameter of 3 nm were
successfully deposited on SnO, at a Pt mass fraction of 20% w/
w. The 20% w/w Pt/SnO, maintained a higher ECSA than 20% w/
w Pt/C synthesized by the authors after 10 000 potential cycles
between 0.6 and 0.9 or 1.3 V versus RHE at 0.1 Vs ' in 0.1 mol
dm™? HCIO,. In addition, the single-cell performance of 20% w/
w Pt/SnO, was comparable to that of 20% w/w Pt/C, as shown in
Fig. 6(a). Similar to reports on Pt/TiO, from the Popov group,*
the Pt/SnO, catalyst layer was thinner than its Pt/C counterpart,
and displayed lower mass-transport resistance.'®* Later, the
Sasaki group doped Nb>" and Sb>" into SnO, to enhance
conductivity, which was maximized at a composition of
Sny 9sNbyg 020,. The agglomeration of SnO, particles was sup-
pressed by Nb-doping to increase the BET surface to around 50
m? g, and the optimized 20% w/w Pt/Sng ogNby 0,0, displayed
a larger ECSA than 20% w/w Pt/C after 10 000 rectangular wave
potential cycles between 0.9 and 1.3 V versus RHE (held for 30 s
at each potential) in 0.1 mol dm~> HClO,. Inductively coupled
plasma (ICP) atomic emission spectroscopy analyses on the
0.1 mol dm ® HCIO, electrolyte solution after the durability
tests indicate that the amount of Sn and Nb dissolved from 20%
w/w Pt/Sng 9gNby 0,0, was negligible, while nearly 60% of the Pt
was dissolved. The authors concluded that the fraction of dis-
solved Pt increased with the ECSA, regardless of the support
material type.'”” To enhance the conductivity of catalyst layers
utilizing optimized Sng¢gNbg,0,, which is two orders of
magnitude lower than that of carbon black, they then prepared
composite supports of vapor-grown carbon fiber (VGCF) and
Sny.9gNDyg 020,. Various platinum alloy (PtCo, Pt;Co, Pt,Co, and
Pt;Ni) nanoparticles were then supported on the composite
supports. The optimized Pt;Co/SngogNbg 0,0,/VGCF catalyst
survived after 400 000 FCC]J load cycles and 60 000 FCC]J startup/
shutdown cycles in a single cell. However, the decreases in cell
performance and increases in catalyst particle size during these
two ADTs were not negligible.* Kakinuma et al. have devoted
significant effort to improving SnO, conductivity and the cell
performance of SnO,-based catalyst layers. By using a flame
combustion route, nano-sized M-doped SnO, (M = Sb, Nb, Ta)
particles with a unique fused aggregate structure were
successfully synthesized as supports for Pt or Pt-alloy catalysts.
The structure of these materials is similar to that of conven-
tional carbon black used in PEFCs,'® and the pore structure
strongly affects their conductivity. The diameter of the Pt
particle was successfully controlled to 3.0 nm with a nearly
monodispersed diameter, as shown in Fig. 6(b). Energy
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dispersive X-ray spectroscopy (EDS) analyses revealed that the Pt
surface was encapsulated with an amorphous Sng ¢6Sbg 04025
layer with several nanometers in thickness, owing to SMSIs.
This is similar to a number of previous reports on TiO,-based
supports. The layer was successfully removed by annealing Pt/
SNy.96Sbo.040»_5 at 573 K under 1% v/v H,/N,, as shown in
Fig. 6(c). The resulting surface layer-free 19.8% w/w Pt/Sng o6
Sbo.040,_s displayed high durability against rectangular
potential cycles between 0.9 and 1.3 V versus RHE (held for 30 s
at each potential) in 0.1 mol dm > HCIlO,. Interestingly, the
ECSA increased from 50 to 60.2 m* g~ * when the cycle number
increased from 0 to 1000, and then decreased slightly to 58 m?*
g~ ! after 5000 cycles, which still exceeds that before cycling. The
SMSIs between the Pt nanoparticles and Sng¢eSbg 04025
supports suppressed Pt migration or dissolution to maintain
the monodisperse distribution of Pt nanoparticle size (mean Pt
particle size after the 5000 potential cycles was 3.2 nm, which is
almost the same as that before cycling).'** Later, the single-cell
performance was optimized using careful CV measurements
and support solubility measurements with ICP. When the
potential was lower than 0.4 V, a small amount of Sn was dis-
solved and deposited on the Pt nanoparticle surface to inhibit
the ORR process. Preconditioning before measurement signif-
icantly affected the single-cell performance, as shown in
Fig. 6(d). When the cathode 12.3% w/w Pt/Sng 96Sbg.0405_5 OF
10.0% w/w Pt/Sng oeNbg 040,_s catalyst layers were precondi-
tioned at 0.1 V for 24 h before measurement, their current
densities were lower than that of the standard 47.9% w/w Pt/CB
at cell voltages lower than 0.7 V. However, Pt/Sng.96Sbo.0405_s
and Pt/Sny 96Nbg 040, _; catalyst layers outperformed their Pt/CB
counterpart when the cathode potential was maintained above
0.4 V, as the dissolution/deposition of Sn species from the
support was suppressed.’® The aggregate structure of the
supports was later controlled to enhance conductivity, as shown
in Fig. 6(e). Kakinuma et al. evaluated the level of necking
between Sng o6Nby 040, particles using the “necking index”
(NI), defined as the ratio of the BET surface area to the surface
area of the sphere, calculated by assuming that the diameter is
equal to the mean crystallite size as determined from the XRD
pattern. Isolated spheres are expected when NI = 1, and
developed necking structures are expected as the NI decreases
below 1. Apparent conductivity, defined as ¢ at P = 19 MPa,
increased with decreasing NI for two different types of depen-
dence: the route from B to D and B to E via C. The authors
attributed the source of the two different routes to the pore
structure. The apparent conductivity increased consistently
with the volume of the primary pores, which are formed
between the aggregated Sny.o6Nby 040, particles and defined
as pores below 30 nm in diameter.'** These findings by Kaki-
numa et al. are truly original and all their studies are among the
most meticulous in related literature.

The controlled fused aggregate structure was then applied to
Ta-doped SnO, supports. Ta-SnO, displayed apparent conduc-
tivity approximately 40 times higher than that of Nb-SnO, due to
the higher carrier concentration, with a similar aggregate
structure. In addition, the ORR activity of Pt/Ta-doped SnO,
exceeded that of Pt/Nb-SnO, and commercial Pt/C in a single
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Fig. 6 (a) Cell voltage versus current density curves of MEAs fabricated using 20% w/w Pt/SnO, and 20% w/w Pt/C in the cathode at 353 K. The

anode and cathode gases were almost fully humidified H, and air, respectively. Commercial 46% w/w Pt/C catalysts were used in the anode. The
cathode and anode platinum loadings were set at 0.6 and 0.4 mgp; cm ™2, respectively. Reproduced with permission.’* Copyright 2009, The
Electrochemical Society. In situ environmental TEM images of Pt/Sng 96Sbg.0402_5 (b) before and (c) after annealing at 573 K under 1% v/v Hy/N,.
Reproduced with permission.’*2 Copyright 2011, Elsevier. (d) Cell potential versus current density curves of MEAs fabricated using three different
catalysts (10% w/w Pt/Sng 9gNbg 0402 s 12.3% w/w Pt/Sng.96Sbg 04025 and commercial 47.9% w/w Pt/CB) in the cathode at 353 K. Commercial
47.9% w/w Pt/CB catalysts were used in the anode. The cathode and anode platinum loadings were set at 0.2 and 0.5 mgp; cm ™2, respectively.
The anode and cathode gases were H, and air, respectively, at 53% RH. Each catalyst layer was (left) preconditioned at 0.1 V for 24 h and (right)
maintained above 0.4 V. Reproduced with permission.**®* Copyright 2013, Elsevier. (e) (left) Apparent electrical conductivity versus necking index
(NI) curves and (right) apparent electrical conductivity versus primary pore volume curve of SngggNbg 0405 _s5. Reproduced with permission.**4
Copyright 2014, Royal Society of Chemistry. (f) Cell potential versus current density curves of MEAs fabricated using three different cathode
catalysts (15.8% w/w Pt/Ta-SnO,_; 15.3% w/w Pt/Nb-SnO,_; and commercial 46-48% w/w Pt/CB) at 353 K. The inset shows cell resistance
versus current density curves. Commercial Pt/CB catalysts were used in the anode. The cathode and anode platinum loadings were set at 0.06 +
0.002 and 0.5 + 0.05 mgp; cm™2, respectively. The anode and cathode gases were H, and air, respectively at 53% RH. Reproduced with
permission.’** Copyright 2015, Elsevier. (g) Sn and Ta concentrations dissolved from Ta-doped SnO, in 0.5 mol dm~ H,SO, electrolyte solution
versus potential curves at 353 K. The potential was held for 4 h. Reproduced with permission.®* Copyright 2020, American Chemical Society. (h)
Synthesis scheme of connected mesoporous M-doped tin oxide (CMMTO). (i) (left) Potential versus time curve of the used FCCJ startup/
shutdown cycles and (right) cell voltage versus current density curves of MEAs fabricated using three different cathode catalysts (20% w/w Pt/
CMSbTO, commercial 30% w/w Pt/Vulcan, and 30% w/w Pt/C,ovel) before (dashed lines) and after (solid lines) 2000 FCCJ startup/shutdown
cycles at 333 K. Commercial Pt/C catalysts were used in the anode. The cathode and anode platinum loadings were set at 0.1 and 0.05 mgp,
cm™2, respectively. The anode and cathode gases were H, and air, respectively, at 80% RH. () (left) Potential versus time curve of the used FCCJ
load cycles and (right) cell voltage versus current density curves of MEAs fabricated using the three different cathode catalysts used in (i) before
(dashed lines) and after (solid lines) 10 000 FCCJ load cycles at 333 K. Other conditions were identical to those used in (i). (k) Cumulative amount
of dissolved Sn from the connected mesoporous tin oxide (CMTO) and Pt/CMTO versus the dissolution test duration in 1 M HClO4 at 333 K with
H, bubbling. Reproduced with permission.°® Copyright 2024, American Chemical Society.

cell, as shown in Fig. 6(f)." To the best of the author's knowl-
edge, the cathode Pt loading in Fig. 6(f) (0.06 + 0.002 mgp;
cm?) is the lowest among the MEAs utilizing Pt/non-carbon
supported catalysts reported to date. The development of Nb/
Ta-doped SnO,-supported Pt,°*'*'® PtCo,"* and PtCoSn'"?
catalysts continues to the present day, with other groups also
focusing on such Sb/Nb/Ta-doped SnO, supports. For example,
Cavaliere et al. developed Sb/Nb/Ta-doped SnO, nanofiber
supports

via an electrospinning route.’**'3''%  Careful

This journal is © The Royal Society of Chemistry 2024

optimization of the doping level was performed on these
supports, and all Pt/M-doped SnO, catalysts displayed higher
durability than Pt/C in half-cells®**'** and in single cells'**
owing to SMSIs. The researchers concluded that Ta-doped SnO,
is the best support for Pt nanoparticles among the three
candidates, simultaneously showing higher conductivity than
Nb-doped SnO, and higher stability than Sb-doped SnO,.**
Nonetheless, Ta and Sn were found to dissolve from the optimal
Ta-doped SnO, in 0.5 mol dm™>® H,SO, solution, with the
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quantity of both elements increasing with potential, as shown
in Fig. 6(g).** Although little of the element was dissolved (less
than 0.1% w/w) and the potential holding time was relatively
long (4 h), these findings suggest that M-doped SnO, is more
stable in PEFC cathodes than the anode counterparts at
potentials exceeding 1.5 V (where PEFC anodes face H, starva-
tion) (Fig. 6(g)). This is particularly true when combined with
the results from Kakinuma et al, in which Sn dissolved at
potentials lower than 0.4 V.'® Many other groups have followed
these pioneering studies utilizing Sb/Nb/Ta-doped SnO,
supports. e

Several new strategies have been reported recently. In 2024,
Inaba et al. developed unique connected mesoporous M-doped
SnO, supports using a mesoporous carbon template, and the
scheme is shown in Fig. 6(h).'*® Mesoporous carbon supports
enhance PEFC performance by reducing the amount of Pt
poisoned by the sulfonic group of PFSI and reduce oxygen-
transport resistance through the PFSI,*** and are used in
FCVs."* A carbon-free mesoporous SnO, support with a single
mesopore size has also been developed,***** although the effect
of pore size on performance has not been clarified. The impact
of the pore size was negligible in a half-cell employing liquid
electrolyte but significant in a single cell, owing to the differ-
ence in mass-transport properties. Inaba et al optimized
parameters such as the pore size of connected mesoporous Sb-
doped SnO, (CMSbTO) at 7.3 nm for single-cell performance
and Sb-doping at around 6 at% for conductivity.'® From the
four tested dopants (Sb, Nb, Ta, and W), they selected Sb as its
conductivity was the highest. The optimized Pt/CMSbTO
exhibited superior single-cell performance compared with Pt
supported on nonporous solid-core Sb-doped SnO,, solid-core
carbon (Vulcan) and mesoporous carbon (Cpovel) SUppOrts
under dry conditions (i.e., when H, and air gases with 30% RH
were supplied to the anode and cathode), owing to the hydro-
philic surface of CMSbTO. When these gases were supplied with
80% RH, Pt/C,,ove exhibited the best cell performance, although
this initial high performance deteriorated significantly over
2000 FCCJ startup/shutdown cycles in contrast to the minimal
changes in Pt/CMSbTO performance observed, as shown in
Fig. 6(i). This indicates the superior durability of Pt/CMSbTO.
Interestingly, the higher durability of Pt/CMSbTO over Pt/
Chovel OF Pt/Vulcan was not observed over 10 000 FCCJ load
cycles, as shown in Fig. 6(j). One reason for this is the stability of
Pt/CMSbTO at low potentials, where Sn ions leach from the
CMSbTO support and significantly increase in quantity due to
the presence of Pt, as shown in Fig. 6(k)."*® Kakinuma et al.'
and Jalalpoor et al.**® reported the dissolution of Sn and Sb ions
from Sb-doped SnO, at low potential, respectively. The selection
of other dopants'®'** may affect the amount of Sn or dopant
dissolution. The formation of an SnS,/SnO, heterojunction**
and oxygen vacancies in SnO, (ref. 124) was recently reported to
enhance the ORR activity in a half-cell and durability against
FC(J startup/shutdown cycles in a single cell, respectively. A
combination of the three new strategies mentioned in this
paragraph may drive the practical application of SnO,-based
supports in PEFC cathodes.
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2.1.1.4 Other oxide (WO3z; In,Os, ZrO,, Ta,0Os SiO, and
CeO,)-supported catalysts. Compared with Ti- and Sn-based
oxides, less attention has been paid to other oxides due to
issues around their natural abundance, cost, stability, and
conductivity. For example, from the studies on WO,
supports,'>***° the higher stability of Pt/WO; compared with Pt/
C has been confirmed in a half-cell employing 0.5 mol dm*
H,S0,,"”” while the dissolution of W species from Pt/WOj; in
0.05 mol dm > H,S0, has also been reported.’? Raghuveer and
Viswanathan replaced W®" in WO, with Ti*" to improve the
stability of WO;. However, stability was enhanced only at a low
Ti** substitution level, and Ti** was not stable in the WO,
framework at a high substitution level."*® Liu et al. investigated
the source of the degradation of Pt/WO; in a half-cell and re-
ported that it was tied directly to the formation of water-soluble
hydrogen tungsten bronze (H,WO;) on the support surface,
which facilitated the detachment of Pt nanoparticles.””® The
properties of H,WOj; reported by Liu et al.'*® are unsuitable for
use as a support for Pt nanoparticles. However, H,WO; was later
used in PEFC anodes to diminish the reverse currents shown in
Fig. 1 and thus keep the cathode potential below a theoretical
potential during the startup/shutdown, as described in Section
2.2. In contrast, Kumar et al. reported highly stable inter-
connected Pt nanoparticles supported on WO; nanorods used
in the anode and cathode of a single cell. The cell containing
a 20% w/w Pt/WO; catalyst remained almost constant after
holding the cell voltage at 0.40 V for 6 h. The higher durability of
Pt/WOj; against startup/shutdown cycles in a half-cell compared
with commercial Pt/C was also reported. Furthermore, the ECSA
of Pt/WO; in the MEA was 3.4 times larger than that of
commercial Pt/C at a Pt loading of 0.5 mgp, cm 2.*?* These
contrasting durability results from different groups question
the potential of Pt/WO; in PEFCs. It is key to investigate the
effects of WO; morphology, crystallinity, exposed Pt facet, Pt
particle size, and Pt loading on the durability of Pt/WO; in order
to clarify the source of the controversial results reported to date.

Indium tin oxide (ITO), doped In,0; formed by substituting
In** with Sn**, is a well-known and commercially available
transparent conducting oxide."** Chhina et al. reported a Pt/ITO
catalyst for use in PEFC cathodes. Pt/ITO displayed higher
durability than Pt/C in a half-cell, although the shape of the CVs
during 100 potential cycles between 0.6 and 1.8 V versus SHE
was not stable."® Later, Liu and Mustain developed highly
durable Pt/ITO catalysts. Their 22% w/w Pt/ITO displayed
negligible changes in rotating disk electrode (RDE) voltammo-
grams and CVs during 1000 potential cycles between 0.0 and
1.4 V versus RHE in 0.1 mol dm > HClO,. However, TEM anal-
yses revealed several small pores formed on the ITO surface
during the potential cycles due to the corrosion and dissolution
of the surface Sn. Furthermore, the valence of the surviving Sn
surface decreased significantly (the Sn** content decreased
from 91% to 28% and the Sn”>" content increased from 9% to
72% during the potential cycles). Although these changes did
not affect the ECSA or ORR activity in a half-cell employing
acidic electrolyte solution,'** they may significantly decrease the
single-cell performance, as leached cations can decrease the

This journal is © The Royal Society of Chemistry 2024
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proton conductivity of the PFSI via ion exchange and/or catalyst
poisoning. The Strasser group investigated the degradation
pathways of Pt/ITO during load cycles and startup/shutdown
cycles using an in situ scanning flow cell coupled with ICP
mass spectroscopy and in situ X-ray techniques. Pt, Sn, and In
metals dissolved on first contact between the catalyst layer and
0.1 mol dm > HCIO, electrolyte under open-circuit potential
conditions. Sn and In also dissolved consistently during acti-
vation cycles between 0.05 and 1.0 V versus RHE and load cycles
between 0.6 and 0.95 V versus RHE at 0.1 V s~ . The Sn disso-
lution was greater than the In dissolution in both the load cycles
and FC(J startup/shutdown cycles. Although SMSIs between Pt
nanoparticles and ITO suppressed Pt dissolution compared
with Pt/C, Pt surface modification due to In and accumulation
of Sn was proposed as the source of activity loss during the load
cycles." Recently, Cheng et al. developed a Pt-In alloy nano-
cluster catalyst supported on In,O; (Pt-In/In,O3) using
a hydrothermal route. The Pt-In alloy and a single Pt metal
nanocluster were synthesized on In,O; by controlling the
atmosphere during hydrothermal synthesis to H, and N,,
respectively. A number of Pt-In nanoclusters with an average
diameter of 3.4 nm connected with each other on the In,0;
nanoparticles to give a high ¢ of 15.4 S cm ™" at P = 20 MPa for
42% w/w Pt-In/In,0; nanoparticles. This is almost the same as
that of commercial 46% w/w Pt/C (22.0 S cm™ ') and is three
orders of magnitude higher than that of In,O; supports (1.02 x
1072 S cm™ ). Although a small amount of In dissolution from
Pt-In nanoclusters was suggested by post-TEM and XRD anal-
yses, 42% w/w Pt-In/In,0; exhibited little degradation during
load cycles between 0.6 and 1.0 V versus RHE at 0.1 V s~ " or
during startup/shutdown cycles between 1.0 and 1.6 V at 0.1 V
s ' in 0.1 mol dm 3 HCIO, solution. This was superior to
commercial 46% w/w Pt/C due to the alloying effect and
SMSIs."3*

Previous studies from Lv et al*' and Sasaki et al.*® (Fig. 3)
suggest that ZrO,, Ta, 05, Nb,Os, and SiO, are likely to be highly
stable in PEFC cathodes, although they are all white in color and
insulating, which is an unfavourable characteristic for a support
material in PEFCs. Therefore, carbon materials have been used
to achieve conductivity for these oxide-based catalyst
layers.**>*** The Ota group reported a carbon-free sulfonated
ZrO,-supported Pt (Pt/S-ZrO,) catalyst with unique behavior in
PEFC cathodes. Commercially available S-ZrO, is ZrO, modified
by sulfonation to offer high proton conductivity. The
researchers synthesized 53% w/w Pt/S-ZrO, catalysts from
commercial S-ZrO, powder and H,PtCls-6H,O solution using
an ultrasonic spray pyrolysis route. The single-cell performance
of the 53% w/w Pt/S-ZrO, cathode exceeded that of its
commercial 46% w/w Pt/C counterpart in the absence of PFSI in
the catalyst layers, although the trend was reversed in the
presence of PFSI indicating that S-ZrO, provides proton
conductivity in the catalyst layer, allowing S-ZrO, to decrease
the PFSI content.** Kakinuma et al. recently applied their flame
combustion route to synthesize a new non-carbon support, Gd-
doped CeO,. Gd-doping was used to enhance the conductivity of
CeO, and Pt nanorods oriented along the (1 1 1) facets of the Gd-
doped CeO,. Scanning transmission electron microscopy

This journal is © The Royal Society of Chemistry 2024
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(STEM)-EDS analyses revealed PtCe alloy formation at the Pt
and Gd-doped CeO, interface. The Pt/Gd-doped CeO, exhibited
higher ORR activity and durability against 5000 FCC]J load cycles
compared with commercial 46% w/w Pt/C in a half-cell
employing 0.1 mol dm™® HCIO,. DFT calculations indicated
that the source of the high activity and durability was the
exposure of Pt(1 1 1) facets and the oxygen-vacancy-mediated
interfacial PtCe alloying.**?

Most non-carbon oxide supports in PEFC cathodes devel-
oped to date have been Ti- and Sn-based oxides owing to their
high stability, natural abundance, and high conductivity. In
particular, the conductivity of the stoichiometric forms of these
oxides (TiO, and SnO,) can be greatly enhanced by cation
doping, as described in Sections 2.1.1.2 and 2.1.1.3. Titanium
suboxides also display metallic conductivity. Some of the oxide-
supported Pt/Pt-alloy catalysts display excellent activity and
durability in both a half-cell and a single cell after removal of
any surface layers formed due to SMSIs. The mechanism to
enhance the ORR activity of Pt/oxide catalysts by SMSIs has been
described as follows. An electron transfer (donation) from the
metal of the oxide to Pt causes a decrease in Pt d-band vacancy
to downshift the Pt d-band center relative to the Fermi level.
Consequently, the interaction between Pt and the oxygenated
intermediates formed during the ORR (O, OH, or HO, shown in
eqn 2(b-d)) decreases to facilitate enhanced ORR activity. The
four-electron (4e”) ORR in acidic media (eqn (2)) has been
assumed to proceed via the elementary steps shown below:

0, + * — 0% (2a)
0¥+ H' + e — HO,* (2b)
HO,* + H" + ¢~ — H,0 + O* (2¢)
O*+H"+e¢” — HO* (2d)
HO*+ H"+e¢ — H,O + * (2¢)

where * is the active site.***'** In many papers reporting SMSIs
as the source of enhanced ORR activity or enhanced durability
of Pt/oxide catalysts, the mechanism is described as an electron
transfer from the metal of the oxide support to Pt, which
downshifts the d-band center as mentioned above. An opposing
view, in which an electron transfers from Pt to the oxide
support**”**® resulting in an upshift of the d-band center to
enhance ORR activity/durability,"*”*** has also been reported.
These competing claims suggest the presence of other factors in
determining the ORR activity and durability of Pt/oxide. Mat-
sumoto and coworkers experimentally determined the
optimum Pt d-band center using 18 series of Pt/binary and
ternary oxides formed on conducting cup-stacked carbon
nanotubes (Pt/MO,/CSCNT and Pt/M;M,0,/CSCNT, where M =
Ti, Nb, Ta, W, Y, Zr; M, = Ti, Nb, Ta; and M, = Nb, Ta, W) with
different degrees of SMSIs. Fig. 7 shows the ORR activity in
a half-cell as a function of Pt d-band center determined by the
analysis of the XPS valence band region. The ORR activity
increased with decreasing Pt d-band center from (a) (Pt/CB) to
(2) (Pt/TiNDO,(Ti: Nb = 1: 6.6 in atomic ratio)/CSCNT) because
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Fig. 7 Current density for the oxygen reduction reaction (ORR) at 0.9 V versus the d-band center of Pt nanoparticle curve. Reproduced with

permission.**> Copyright 2021, American Chemical Society.

the interaction between Pt and the oxygenated intermediates
formed during the ORR (eqn 2(b-d)) decreases to facilitate
enhanced ORR activity. Then ORR activity decreased with
further decreasing d-band center to (q) (Pt/WO,/CSCNT), as
weak binding between Pt and the ORR intermediates lowered
their coverage on the Pt surface.’® The so-called volcano-type
dependence of ORR activity on the Pt d-band center has
attracted the attention of researchers in this field, and the
durability of the optimized Pt/TiNbO, catalyst after removing
the carbon support, CSCNT, is also of interest.

Another important point when selecting the oxide support is
the leaching of metals and/or dopant metals from oxides as this
significantly affects the durability, particularly in a single cell, as
described in Sections 2.1.1.3 and 2.1.1.4. Although the leaching
of Ti from TiO, and Ti,,0,,,_, is not described in Sections 2.1.1.1
and 2.1.1.2, it has previously been reported and its effect is
discussed later in Section 2.2.3.

2.1.2 Platinum/platinum alloy catalysts on nitride supports

2.1.2.1 Titanium nitride-supported catalysts. Some nitride
materials are known to display a high conductivity and are thus
expected to have use as supports in PEFC cathodes. The most
studied nitride for PEFC cathodes is TiN, which is a well-known
metallic nitride with a conductivity value of 4.6 x 10* S cm ™,
which is 17 orders of magnitude greater than that of a TiO,
semiconductor.” Earlier studies by Avasarala et al. reported the
potential™*® and drawbacks'” of TiN as a support for PEFC
cathodes. They used commercial TiN nanoparticles with
a surface area of 40-55 m” g~ ! as supports, and then created
supported Pt nanoparticles with an average diameter of 2 nm
via a polyol route. In their initial 2009 work, 20% w/w Pt/TiN
exhibited a higher ORR activity and a higher ECSA in a half-
cell employing 0.1 mol dm ™ HCIO, at 333 K than commercial
20% w/w Pt/C, due to SMSIs. XPS analyses revealed that the

18652 | J Mater. Chem. A, 2024, 12, 18636-18673

surface was a mixture of TiN and TiO,, while the TiN content
increased with Ar' sputtering time to expose the bulk.**® A thin
surface oxygen-rich oxynitride layer is known to be naturally
formed by air moisture.™® The conductivity of the thin surface
layer was lower than that of bulk TiN,** although the impact on
the initial ORR activity was negligible."® Later, in their second
work in 2010, Avasarala et al. electrochemically treated TiN
nanoparticles by cycling the potential between 0 and 1.2 V versus
RHE at 50 mV s * for 16 h in 0.1 mol dm*® HCIO, at 333 K.
Although the surface oxynitride layers were not transformed to
a pure TiO, layer to maintain the oxynitride surface after 2 years
of air exposure, the layer changed significantly during the 16 h-
potential cycles, as revealed by XPS analyses. The high surface
TiN content of the as-received TiN particles decreased to less
than half (31.5% to 14.3%) after the potential cycles, while the
oxide and oxynitride contents increased. Furthermore, disso-
lution was suggested by the XPS analyses, and the decrease in
the ECSA of 20% w/w Pt/TiN during potential cycling was
ascribed to the passivation nature of TiN."*” Kakinuma et al.
synthesized TiN nanoparticle supports using the radio-
frequency plasma method to exhibit a high ¢ (850 S em™)
when compressed at 60% relative density.'** Although the exact
P value at 60% relative density is not clear, the reported o of
850 S cm ™ is the highest among those reviewed in this paper.
The resulting 19.5% w/w Pt/TiN displayed much higher dura-
bility against startup/shutdown cycles between 0.9 and 1.3 V
(rectangular wave, held at 30 s at each potential) compared with
commercial 47.9% w/w Pt/C and commercial 46.1% w/w Pt/
graphitized carbon black. The TiN supports were crystallized
in a nearly perfect cubic form, with the difference in durability
between the findings of Avasarala et al.'*” and Kakinuma et al.
ascribed to the degree of crystallization.™® It is noted that the
surface of Pt/TiN was covered with a thin (<1 nm) amorphous

This journal is © The Royal Society of Chemistry 2024
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layer, similar to Pt/(M)-TiO, and Pt/SngoSbg.04O>_s, Which
could be removed by treating with hydrofluoric acid.**® The
presence of the surface amorphous layer on Pt in Pt/TiN indi-
rectly suggests the presence of SMSIs between Pt and TiN, as
reported for Pt/oxide catalysts. The ECSA of Pt/TiN was later
enhanced by adding acetylene black powder to achieve an
agglomerate structure in the half-cell*® and a practical single
cell with a large geometrical catalyst layer area of 196 cm”.'>!
The cell performance was also improved by adding acetylene
black.™* Seifitokaldani and Savadogo reported the use of TiO,
and TiN mixture supports to maximize the benefits of TiO,
stability and TiN conductivity."*>
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Since these first studies reported from the late 2000s to early
2010s, significant efforts have been made to control the
morphology of TiN supports to improve their mass-transport
properties. The Sung group reported scaffold-like TiN nano-
tube supports via an alkaline hydrothermal route. The concept
was to reduce the contact resistance between TiN nanoparticles
by using TiN nanotubes (NTs), as shown in Fig. 8(a). The o-value
of the TiN NTs was 118.73 Scm ™ at P= 5 tons cm ™ 2, which is 28
times higher than that of TiN nanoparticles (4.17 S cm™ ).
19.2% w/w Pt/TiN NTs displayed a higher activity than 19.7% w/
w Pt/TiN nanoparticles and commercial 20% w/w Pt/C in a half-
cell employing 0.1 mol dm * HCIO, due to SMSIs. Both XPS Pt
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Fig. 8 (a) Schematic images of Pt/TiN nanoparticles and Pt/TiN nanotubes (NTs). (b) Rotating disk electrode (RDE) voltammograms of Pt/TiN NT

and commercial Pt/C catalysts before and after an accelerated degradation test (ADT) (10 000 potential cycles between 0.6 and 1.2 V at 50 mV
s7Y). Reproduced with permission.’s* Copyright 2016, American Chemical Society. (c) SEM and (d) TEM images of the Pt/Tig oNig 1N NTs. The inset
of (d) shows the HR-TEM image. (e) RDE voltammograms of Pt/C, Pt/TiN NTs, and Pt/TigoNig1N NTs. (f) RDE voltammograms of (left) Pt/C,
(center) Pt/TiN NTs, and (right) Pt/Tig 9Nig 1N NTs before (solid curves) and after (dashed curves) an ADT (15 000 potential cycles between 0.6 and
1.2 V at 50 mV s73). The inset shows their corresponding CVs. Reproduced with permission.’* Copyright 2018, Royal Society of Chemistry. (g)
Electrochemically active surface area (ECSA) versus FCCJ load cycle number curves of MEAs fabricated using two different cathode catalysts
(commercial 50% w/w Pt/C and 20% w/w PtCu-1.0/TiN), in which PtCu-1.0 indicates the atomic ratio of Cu to Pt = 1. Commercial 50% w/w Pt/C
catalysts were used in the anode. The cathode and anode platinum loadings were set at 0.11 and 0.5 mge: cm™2, respectively, and the cathode
catalyst layer contained 30% w/w carbon black, Ketjen Black. The anode and cathode gases were H, and 20% v/v O,/N,, respectively, at 93% RH
and the cell temperature was kept at 353 K. (h) (left) Operando Pt L;;-edge XANES spectra of the MEAs with PtCu-1.0/TiN (red) and Pt/C (black)
cathodes at 0.4 and 1.0 V cell voltages. The data were captured in transmission mode. (right) Operando Cu K-edge XANES spectra of the MEA
with the PtCu-1.0/TiN cathode at a cell voltage of 1.0 V (blue) and 0.4 V (green) with those of as-prepared PtCu-1.0/TiN (powder, red dotted line)
and Cu foil (black dotted line) as a reference. The data of samples were taken in X-ray fluorescence mode. In the MEAs used for operando XANES
measurements, commercial 50% w/w Pd/C was used instead of Pt/C in the anode at a Pd loading of 0.5 mgpq cm™2. (i) (left) XRD patterns of
PtCu-1.0/TiN collected from the cathode catalyst layer of the used MEA. The as-prepared catalyst (powder), after MEA conditioning and after an
ADT with 80 000 FCCJ load cycles. XRD reference profiles of Pt (ICSD180981) and Cu (ICSD180109) from the ICSD database are presented.
(right) TEM images with the particle size distributions of the PtCu-1.0/TiN catalyst collected from the cathode catalyst layer of the used MEA after
the conditioning and after an ADT with 80 000 FCCJ load cycles. The red line in the particle size distribution shows Gaussian fitting to estimate
the average particle size. Reproduced with permission.>> Copyright 2024, Royal Society of Chemistry.
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4f and XANES Pt L; edge analyses suggested electron transfer
from Ti to Pt, similar to most Pt/TiO, catalysts. Further, the
durability against 10 000 potential cycles between 0.6 and 1.2 V
versus RHE also outperformed that of Pt/C, as shown in
Fig. 8(b). XPS Ti 2p and XANES Ti K-edge analyses revealed that
these spectra did not change during the durability test, indi-
cating a stable TiN surface due to SMSIs."*® The hydrothermal
route is an attractive pathway to control the morphology of
nanomaterials at low temperatures, typically below 473 K, and
maintain a high surface area compared with a traditional solid-
state reaction route, which needs a high synthesis temperature.
The solvothermal route belongs to the family of hydrothermal
routes and has also been used to synthesize TiN NT supports.
When Pan et al. deposited 3.75 nm Pt nanoparticles on sol-
vothermally synthesized TiN NTs with a BET surface area of 136
m? g, 20% w/w Pt/TiN NTs showed superior ORR activity and
durability compared with commercial 20% w/w Pt/C in a half-
cell. Further, the TiN NTs themselves exhibited ORR activity
without Pt to act as a co-catalyst to directly strengthen the ORR
activity of Pt/TiN NTs.**® Nan et al. developed Ni-doped TiN NTs
via a solvothermal route. Randomly oriented and inter-
connected nanosheets with a thickness of ~13 nm were formed
on NTs with a diameter of ~930 nm, and Pt nanoparticles were
formed on Ti, ¢Niy;N, as shown in Fig. 8(c) and (d). The ORR
activity and durability in the half-cell decreased in the following
order: Pt/TiyoNiy ;N NTs > Pt/TiN NTs > commercial Pt/C, as
shown in Fig. 8(e) and (f). However, the XPS Pt 4f peak binding
energy displayed the opposite trend (Pt/Tij oNiy ;N NTs < Pt/TiN
NTs < commercial Pt/C). The source of the higher ORR activity
and durability of Pt/Tiy oNio ;N NTs compared with Pt/TiN NTs
was ascribed to the electron transfer from Ni to Pt to downshift
the d-band center and thus weaken the Pt-oxygenated species
interactions (i.e., SMSIs). Furthermore, hollow and porous
structures were reported to enhance the activity by introducing
efficient mass-transport properties.”®* In a half-cell employing
a liquid electrolyte, the mass (O, molecules and protons)
transport resistance is not large compared with that in a single
cell employing a solid electrolyte, PFSI. Vertically aligned TiN
nanorod array-supported PtPdCo alloy nanoparticles (PtPdCo/
TiN) were used in a single cell by Jiang et al.* Vertically
aligned organic whiskers, which are called nanostructured thin
films (NSTFs)'*® and CNTs'®, have been used as supports to
enhance the mass-transport properties of Pt-based catalyst
layers since the 2000s. In particular, the Pt/NSTF catalyst layers
are only 0.27 um thick, while the thin catalyst layer is free from
PFSL.**® Similar to the previous study, Jiang et al. prepared
vertically aligned TiN arrays with a thickness of 1.2 pm and
formed thin PtPdCo/TiN catalyst layers directly on the surface of
carbon paper without using PFSI. Water management to avoid
water flooding in the thin catalyst layer remained necessary to
enhance the cell performance.”” Similar ordered catalyst layer
structures have been investigated by other groups.'®® Besides
controlling the morphology of TiN, doping other metals into
TiN or alloying Pt with other metal(s) has also been utilized to
enhance the ORR activity and durability of Pt/TiN. Xiao et al.
reported Tiy 9Coo 1N particles as supports for Pt nanoparticles
and evaluated the ORR activity and durability in a half-cell.***
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Their results were very similar to the results for Tig 9Nip ;N NTs
as reported by Nan et al,"* confirming the positive roles of
SMSIs between Co and Pt nanoparticles. The Adzic group coated
thin Pt layers (~0.11 nm) on TiNiN nanoparticles with a Ti-to-Ni
atomic ratio of 19:1 (TiININ@Pt) using a pulse deposition
route.’® Similar to the work by Nan et al.,** the activity and
durability trend was as follows: TiNIN@Pt > TiN@Pt >
commercial Pt/C. However, the trend in XPS Pt 4f binding
energy differed from that of Nan et al'* (TININ@Pt <
commercial Pt/C < TiN@Pt), and Adzic et al reported that
electrons were transferred from Ni to Pt in TiNiN@Pt but from
Pt to Ti or N in TiN@Pt. The downshift of the Pt d-band center
was suggested as the source of the high activity of TININ@Pt,
while the source for the superior activity of TIN@Pt compared to
Pt/C was not clear.'® A unique combination of the Pt-alloy re-
ported by Cui et al. and the mesoporous TiN via Zn-evaporation
reported by Goodenough et al. produced a highly active and
durable Fe;Pt/Ti, 5Cro sN. The ORR mass activity in a half-cell
was five times higher than that of Pt/C owing to the well-
ordered FezPt catalyst, while the durability against FCCJ
startup/shutdown cycles was enhanced by the anti-corrosion
nature of the Tiy 5Cry ;N support. TiysCrosN was also chemi-
cally stable after soaking in 0.1 mol dm~* HCIO, solution for 2
weeks, with no change in the XRD pattern. However, 6.5% and
26.8% of Fe leached from ordered and disordered Fe;Pt/C
catalysts, respectively, after 2 weeks of soaking.'®® Fe is known
to catalyze the decomposition of H,0, byproducts formed
during the ORR (eqn (6)), to produce hydroxyl or hydroperoxyl
radicals,***'** which degrade PFSI in catalyst layers and PFSI
membranes.'®® Leached cations also readily exchange for H' in
the sulfate group of PFSI to decrease the single-cell performance
via decreased proton conductivity compared with the perfor-
mance in a half-cell employing liquid electrolyte solution with
abundant protons.'*® Measures to suppress Fe-leaching during
the operation of PEFCs (e.g., washing soluble Fe away using
acidic solution prior to use) may be necessary for Fe;Pt/
Tio.5Cro sN. Matsui et al. investigated the stability of PtCu alloy
catalysts formed on commercial TiN particles (PtCu/TiN) in
PEFC cathodes. The ECSA maintained 70% of the initial value
after 80000 FCCJ load cycles in a single cell, as shown in
Fig. 8(g). Operando Pt Ly-edge and Cu K-edge XANES analyses
revealed that Pt oxidation was suppressed, judging from the
smaller difference between the height of the white line at 1.0 V
and that at 0.4 V compared with Pt/C. In contrast, some Cu*"
species in the as-prepared PtCu/TiN were lost after incorpora-
tion in MEAs, and most of the Cu was found in the metallic state
in the conditioned MEA as shown in Fig. 8(h). Changes in the
PtCu alloy composition were observed after 80000 cycles,
although the size was kept almost constant according to the ex
situ XRD/TEM analyses shown in Fig. 8(i). Furthermore, the TiN
peaks in the XRD pattern exhibited no change during the 80 000
cycles, suggesting the high durability of TiN supports against
the load cycles.”® The results from different researchers indi-
cate that once the surface oxynitride layers are formed on TiN,
they prevent further oxidation of TiN, at least below 1V, in PEFC
cathodes. The coverage of the surface oxynitride layer is key for
durability, particularly as 31.5% of surface TiN (68.5% of
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oxynitride layer coverage) reported by Avasarala et al.**” seems
too high to cause degradation. The surface composition is also
discussed in Section 3.

2.1.2.2 Other nitride (WN, VN, BN)-supported catalysts.
Compared with TiN, other nitrides have attracted less attention,
mainly due to their poorer conductivity and stability. Tungsten
nitride (WN) and vanadium nitride (VN) have been used as
supports by forming composites with carbon materials to
enhance their conductivity.'®”'*® Tsai et al. recently coated VN
thin films on TaC as a composite support for Pt nanoparticles,
as the bulk conductivity of TaC is the highest among the tran-
sition metal carbides. However, the single-cell performance of
the optimized 2.82% w/w Pt/VN@TaC cathode was lower than
that of commercial Pt/C. Although the power density per plat-
inum mass of the Pt/VN@TaC cathode exceeded that of
commercial Pt/C owing to the low Pt loading caused by the low
Pt mass fraction, an increase in the Pt mass fraction is necessary
for practical use, and ADT results are not reported.'® Recently,
porous boron nitrides (p-BNs) have been used as supports for Pt
nanoparticles without using carbon materials.””® The hexagonal
structure of these materials is similar to that of graphite, and
the inertness makes them suitable as support materials. BN has
been used as a catalyst itself and as a support material for Au
catalysts, although the ORR activity remains only
moderate.”"'”* Li et al. deposited Pt nanoparticles with an
average diameter of 2.45 nm onto the edge of micropores in
micro-sized rod-like p-BNs. They reported that BN is polar with
an electron-deficient B-site that accepts electrons from Pt and
an electron-rich N-site that donates electrons to Pt. This allows
an electron donation-back process, which strengthens the
SMSIs according to DFT calculation results, XPS, and electro-
chemical analyses with a half-cell configuration.'”

2.2 Anode catalysts

As shown in Fig. 2, the anode potential increases above that of
the cathode to reverse the cell voltage during H, starvation if no
system-level measures have been taken. Catalysts tolerant to cell
reversal are known as reversal tolerant anode (RTA) catalysts,
and they have been developed to avoid damage at high poten-
tials. Unlike the widely used startup/shutdown and load cycle
protocols for evaluating the durability of supports and the
catalyst, respectively, at the cathode,'” no protocol for cell
reversal has yet been standardized, and the tested potential and
duration at the potential differ in different publications.
Therefore, a precise comparison of the reported durability
results is not possible in this subsection. Furthermore RTA,
ORR-inactive anodes have been reported to avoid high cathode
potentials during startup/shutdown, as this effect is caused by
anode ORR catalysis, as shown in Fig. 1. In this subsection, RTA
catalysts and ORR-inactive anodes are reviewed.

2.2.1 RTA catalysts. Once a cell reversal proceeds in PEFCs,
the anode potential increases to 2.0 V or even higher, as shown
in Fig. 2, to oxidize carbon supports in Pt/C as described in
Section 1. To date, two pathways have been reported to avoid or
reduce damage from the high anode potential caused by H,
starvation without relying on system-level measures: (1) the use

This journal is © The Royal Society of Chemistry 2024
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of non-carbon supports that are more resistant to corrosion
than carbon materials and (2) the addition of OER catalysts to
avoid the COR by maintaining the anode potential in the OER
region, which is much lower than that in the absence of OER
catalysts. In terms of the first option, oxide-supported Pt cata-
lysts developed for PEFC cathodes may be used, and as such,
WOj3, Sn0O,, and Ti,O5 have been applied as support materials in
PEFC anodes. Dou et al. reported WO; (ref. 173) and SnO, (ref.
174) nanoclusters using mesoporous silica (SBA-15) templates
as supports for Pt nanoparticles. Both 6.8% w/w Pt/WO; and
14% w/w Pt/SnO, catalysts displayed little change in CVs (thus
ECSAs) after being held at 1.6 V versus RHE in 0.5 mol dm 3
H,SO, for 10 h."”>'* Ioroi and Yasuda reported excellent dura-
bility for Pt/Ti,O, with the addition of a small amount of Ir OER
catalyst in a single-cell anode at potentials exceeding those used
by Dou et al."”” Their approach is a combination of pathways (1)
and (2). Anode catalyst layers were prepared by mixing
commercial Ir black with either Pt/C, Pt/graphitized carbon
black (GKB; Ketjen Black), or Pt/Ti,O,. Then, the single cell was
reversed according to the protocol shown in Fig. 9(a), with the
results shown in Fig. 9(b). The cell voltage during cell reversal
increased with Ir loading and did not reach —2.0 V after 2 h of
cell reversal at higher Ir loading, regardless of the anode catalyst
type. This indicates that the OER catalysis of Ir suppressed the
increase in anode potential. However, the impact of Ir loading
on the cell performance differed for the three catalyst layers.
The MEA with Pt/C + Ir anode catalyst layers at an Ir loading of
0.044 mg;, cm ™ degraded significantly during cell reversal to
increase the cell resistance by more than twice, suggesting the
oxidation of carbon black. The decrease in cell performance and
the increase in cell resistance during cell reversal were signifi-
cantly suppressed when the Ir loading was increased to 0.099
mg;, cm™ 2, consistent with the previous results on Pt/C + IrO,
anode catalyst layers with a much shorter cell reversal time re-
ported by Lim et al.** A similar trend was observed from the
MEA with Pt/GKB + Ir anode catalyst layers, although the Ir
loading was much lower than for the Pt/C + Ir anode catalyst
layers, indicating the higher durability of GKB than carbon
black. The MEA with Pt/Ti,O; + Ir anode catalyst layers exhibited
an enhanced performance compared with the other two anode
catalyst layer types, with minimal degradation at much lower Ir
loadings. Furthermore, Ir/Ti,O; anode catalyst layers prepared
by the authors displayed high durability against cell reversal. As
Ir is not a good ORR catalyst, Ir/Ti,O, was suggested to suppress
the cathode potential during startup/shutdown.'”® Later, Li et al.
added IrO,/Ti,O, to the Pt/C anode catalyst layers and per-
formed cell reversal tests using the protocol shown in the
middle of Fig. 9(a), modified to include the use of air as an
oxidant at the cathode and the removal of a set reversal time
limit. The OER mass activity of the synthesized amorphous IrO,
catalyst was significantly increased by a factor of three after
being supported on Ti,O; particles with a size of 80-150 nm due
to the suppressed agglomeration of IrO,. The IrO,/Ti,O; OER
catalyst did not affect the single-cell performance after being
added to the Pt/C anode catalyst layer, and the Pt/C + IrO,/Ti,O,
anode did not degrade after cell reversal for 530 min. The
carbon black in Pt/C was protected by IrO,/Ti,O,, while the IrO,
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(a) Evaluation protocol of reversal tolerant anodes (RTAs) at the beginning of life (BoL), at cell reversal, and at the end of life (EoL). (b) Cell
voltage (@) and cell resistance (+) versus current density curves of MEAs at the BoL and EoL with (top) Pt/C, (middle) Pt/GKB (graphitized Ketjen
Black), and (bottom) Pt/Ti4O; anode catalyst layers mixed with Ir black. All three RTAs were evaluated at the two different Ir loadings shown in the
legend. Commercial Pt/C catalysts were used for all cathodes. The anode and cathode Pt loadings were 0.10 + 0.02 and 0.50 =+ 0.05 mgp; cm ™2,
respectively. The anode and cathode were supplied with fully humidified H, and O, respectively, to evaluate the cell performance and the cell
temperature was set at 353 K. Reproduced with permission.*”> Copyright 2020, Elsevier. (c) Schematic image of the optimization of the Pt/Ti4O;
catalyst and the anode catalyst layer for the cell performance. (d) (left) Cell voltage versus time curves of MEAs with four anode catalyst layers, Pt/
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loading was 0.096 mg cm 2, which roughly equates to 0.082
mg;, cm ™ Ir loading at x = 2;'7° this value is approximately six
times higher than that used by Ioroi and Yasuda.'”® The RTA
was a mixture of Pt/Ti,O, and Ir black in the work by Ioroi and
Yasuda'”® and Pt/C and IrO,/Ti,O; in the work by Li et al.'”®

In addition to the physical mixing used in these recent
studies,"”*'”® in 2024, Li et al. synthesized Pt and core-shell
structured Ir@IrO, on fine Ti,O; particles.’” The Ti,O supports
were synthesized via a modified version of the carbothermal
reduction reaction reported by our group,’® to yield a BET
surface area of 166 m® g '; then 3-4 nm Pt nanoparticles were
deposited on Ti,O; via ethanol reduction route. Next, the Pt
mass fraction in Pt/Ti,O,, PFSI mass fraction in the anode
catalyst layers, and Pt loading at the anodes were carefully
optimized to 40% w/w, 4% w/w, and 0.1 mgp, cm ™, respectively,
to yield a single-cell performance matching that of a commer-
cial Pt/C anode. The schematic diagram for this process is
shown in Fig. 9(c). Ir@IrO, OER catalysts were then supported
on the optimized 40% w/w Pt/Ti,0- via a hydrothermal route. At
an Ir loading of 0.05 mg;, cm 2, the Ir@IrO,/Pt/Ti,O, anode
catalysts exhibited considerably greater tolerance to cell reversal
than Ir@IrO,/Pt/C, a physical mixture of Pt/Ti,O; + IrO, and Pt/
C + IrO,, as shown in Fig. 9(d) and (e). Cell reversal was per-
formed using the protocol shown in the middle of Fig. 9(a),
modified to include the use of air as an oxidant at the cathode
and the removal of a set reversal time limit. The results shown
in Fig. 9(d) and (e) clearly indicate two important aspects: (i)
compared to the physical mixture, depositing Pt and Ir@IrO,
nanoparticles on Ti,O; supports produces much higher reversal
tolerance in the anodes and (ii) Ti4O, is considerably more
tolerant to cell reversal than carbon black. Considering the
results in Fig. 9(d) and the results of Li et al. for Pt/C + IrO,/Ti,0;
RTA,”® we can see that considerably higher Ir loading is
necessary for Pt/C than for carbon-support-free Ti,O, supports
in the anodes. The Ir@IrO,/Pt/Ti, O, anode cell reversal time,
defined as the time to reach a cell voltage of —2.0 V during cell
reversal, of 367 min was compared with other values reported to
date, as shown in Fig. 9(f). The Ir loading used by Li et al.*” was
3.6 times higher than that used by Ioroi and Yasuda, and it is
noted that the 2 h cell reversal cut-off time (shown as a red circle
in Fig. 9(f) against “Ioroi et al. [14]”) was not the cell reversal
time defined by Li et al., not sufficient to reach a cell voltage of
—2.0 V."”® Although the reversal tolerance of the Ir@IrO,/Pt/
Ti,O; anode is high, some degradation in cell performance after
cell reversal can be seen in Fig. 9(d). The source was investigated
using several techniques. A TEM image of the Pt/Ti O, + IrO,
anode after the cell reversal test is shown in Fig. 9(g). The Pt
nanoparticles were encapsulated by a thin layer of TiO, due to
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SMSIs, as indicated by the white arrows. Combined with the
electrochemical impedance spectra and CVs after cell reversal
and XPS analyses, it was concluded that Ti,O- is stable and that
the thin layer on the Pt nanoparticles is permeable to protons
and H, and does not affect HOR activity. However, the forma-
tion of the thin TiO, layer oxidizes the Pt surface, which
impedes the electron transfer to degrade cell performance.’”
These results indicate that the combination of the two pathways
mentioned at the beginning of this subsection (the use of Ir-
based OER catalysts and non-carbon supports) significantly
suppresses damage due to cell reversal. However, Ir is an
extremely expensive and scarce metal, with a 2021-2023 price
approximately five times higher than that of Pt."”” Non-Ir cata-
lysts have been reported to exhibit higher OER activity and
durability than IrO, in alkaline media; although, as with non-Pt
ORR catalysts, they are not active or durable in acidic counter-
parts. Therefore, attempts have been made to reduce Ir loading
in RTAs through means such as the use of IrO,/RuO,
composite,””®"? PtRu alloy,"***' and Co-doped PtRu alloy'®*
OER catalysts, with the support of carbon black or graphitized
carbon black. Furthermore, the effects of the crystallinity,
preferred orientation of IrO,,'** and microstructure of IrO,,"**
on cell reversal performance have been reported. When (1) these
modified composite or alloy OER catalysts'’**** are supported
on Pt/Ti,O; or other Pt/oxides and/or (2) properties of IrO,'5*'#*
in Ir@IrO,/Pt/Ti,O, without carbon supports are tuned, the Ir
loading may be reduced. Two-dimensional transition metal
carbides, known as MXenes, with a composition of Ti;C,T, were
recently used as supports for Pt particles in PEFC anodes, where
T, is the surface terminal group (typically -O, -OH, or -F). Cell
reversal tests were performed using the protocol shown in
Fig. 9(a), and the tolerance to 2 h of cell reversal was improved
by Ta-doping in the composition (Tig ¢5T2¢.05)3C2T;. The single-
cell performance with a Pt/(Tipo5Ta9,05)3C.T, anode was
moderate, although it did not significantly degrade after the 2 h
reversal without OER catalysts. Although the mechanism for the
durability enhancement was not clearly described and the
stability of the Ta-dopants has not been shown,'® the metal
doping used in cathode non-carbon supports can be applied to
non-carbon anode supports other than MXenes.

2.2.2 ORR-inactive anodes to suppress cathode degrada-
tion during startup/shutdown. Cathode degradation during the
startup/shutdown of PEFCs via the reverse current decay
mechanism shown in Fig. 1 can be suppressed if the anodes are
inactive toward the ORR. Several approaches have been applied
to produce such anodes. The first four approaches reviewed in
this subsection use selective anode HOR catalysts, which
maintain HOR activity while simultaneously impeding ORR

TizO7 + IrO,, Pt/C + IrO,, Ir@lrO,/Pt/C, and Ir@lrO,/Pt/Ti,O7 during cell reversal. (center) Cell voltage versus current density curves of MEAs with
two anode catalyst layers, Pt/Ti4O7 + IrO, and Pt/C + IrO,, before and after cell reversal. (right) Cell voltage versus current density curves of MEAs
with two anode catalyst layers, Ir@lrO,/Pt/C and Ir@lrO,/Pt/Ti,O, before and after cell reversal. The cathode for all MEAs was commercial Pt/C.

The anode and cathode Pt loadings were set at 0.1 and 0.4 mgp: cmM

-2

. respectively. The Ir loading was set at 0.05 mg,, cm™2. The anode and

cathode were supplied with fully humidified H, and air, respectively, to evaluate the cell performance, and the cell temperature was set at 353 K.
(e) First reversal time and degradation in the maximum power density of the four RTAs shown in (d). (f) Comparison of the anode Ir loading, first
reversal time, and degradation date of RTAs reported in the literature. (g) TEM image of Pt/Ti;O; + IrO, anode catalysts after cell reversal.
Reproduced with permission.?” Copyright 2024, Royal Society of Chemistry.
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activity. A fifth approach is to insert a multifunctional layer
between the conventional Pt/C catalyst layer and GDL that
stores hydrogen and inhibits the ORR.

2.2.2.1 Thin layers on Pt surfaces. Most research into sup-
pressing cathode damage during startup/shutdown by novel
anodes has adopted this approach. The thin layers required are
formed via several pathways in order to inhibit O, transport,
suppressing the ORR on Pt and allowing proton and H,
permeation to achieve the HOR. The Markovi¢ group attached
a self-assembled monolayer of calix[4]arene molecules on a Pt (1
1 1) surface without any loss in HOR activity but with signifi-
cantly reduced ORR activity in a half-cell employing 0.1 mol
dm ™ HClO,. From the CVs, the Pt surface coverage was well
controlled and at the maximum, 98% of the Pt (1 1 1) surface
was covered by calix[4]arene, while the remaining 2% Pt surface
was sufficient to maintain the original HOR activity of uncov-
ered Pt (1 1 1). The ORR activity of Pt (1 1 1) decreased with
increasing surface coverage, with no limiting current plateau.
Instead, a certain amount of H,0, was produced via a two-
electron reaction (eqn (6)) after the coverage.'® Later,
Markovic et al. applied a self-assembled monolayer of calix[4]
arene to commercial Pt/C and commercial Pt/NSTF catalysts,
and the HOR selectivity was confirmed in a half-cell.*®” The self-
assembled monolayer approach was also reported by Yun et al.,
who attached dodecanethiol on the surface of commercial Pt/C.
The HOR-selective Pt/C + dodecanethiol anode exhibited less
loss in cell performance than the Pt/C anode after 10 startup/
shutdown cycles in a single cell.*®® The startup/shutdown cycle
protocol for a single cell with HOR-selective anodes used by Yu
et al.'® and other researchers™ " involved injecting air into
the anodes to produce H,/air front (interface between Region A
and B at anode in Fig. 1) instead of the widely used potential
cycles between 1.0 and 1.5 V versus RHE as recommended by
FCCJ/DOE. This was because the anode potential was sup-
pressed owing to the decreased ORR activity at the anode and
did not increase to 1.5 V. As described in Section 2.1.1.2, thin
TiO, layers on Pt nanoparticles in Pt/TiO, formed by SMSIs also
inhibit O, transport, while protons and H, can pass through,
making Pt/TiO, a selective HOR catalyst in a half-cell.”>*°
Stihmeier et al. evaluated the startup/shutdown durability of
Pt/TiO,/C, where C is carbon black Vulcan XC-72R, in a single-
cell anode. Fig. 10(a) shows a cross-sectional SEM image and
corresponding EDS line scan profile of a MEA with a 13.0% w/w
Pt/TiO,/C anode and commercial 45.6% w/w Pt/C cathode. The
image depicts the MEA after the initial cell performance eval-
uation. A number of Ti ions dissolved to permeate the
membrane and were deposited at the cathode, with an EDS
signal intensity slightly exceeding the background level. The
dissolved Ti ions decreased the cell performance due to
decreasing proton conductivity in both catalyst layers and the
membrane, for example. Furthermore, the HOR selectivity of Pt/
TiO,/C was moderate, and only slightly higher than that of Pt/C
in a single cell. However, the Pt/TiO,/C anode nevertheless
mitigates the degradation of the Pt/C cathode during startup/
shutdown in a single cell to a greater extent than Pt/C, as
shown in Fig. 10(b). The proposed mechanism by Stithmeier
et al. is a pseudo-capacitance effect due to the reversible
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spillover of the adsorbed hydrogen atoms from Pt onto TiO,
supports.”® The careful and systematic studies on Pt/TiO,/C
conducted by Stithmeier et al.”>*>'*® suggest the importance of
the degree of HOR selectivity and Ti dissolution. Although the
ORR activity of Pt/TiO,/C is suppressed by the presence of thin
TiO, surface layers, it is still non-negligible, as shown in
Fig. 5(k). Jang et al. reported less ORR active, and thus more
HOR selective, catalysts that avoid leaching of cations by
encapsulating Pt nanoparticles on carbon black with graphi-
tized carbons to block O,, while H, and protons pass through
the shell.” They selected a graphitized carbon “molecular
sieve” because the organic molecules reported in previous
papers™®'®® may become detached during long-term opera-
tion.™° The carbon molecular sieve layers originating from a Pt
acetylacetonate precursor successfully covered the Pt nano-
particles to suppress size and ORR activity in a half-cell, even
after high-temperature annealing. The ORR activity increased
dramatically after 3000 potential cycles between 0.05 and 1.05 V
versus RHE in 0.1 mol dm™~> HCIO,, indicating the detachment
of carbon molecular sieve layers that were not annealed or
annealed at a low temperature (873 K). However, the ORR
activity during the 3000 cycles did not increase when the cata-
lyst was annealed at 1173 K to increase the degree of graphiti-
zation of the carbon molecular sieve layers. The graphitized
carbon molecular sieve layers successfully blocked O,-transport,
while H, and protons could permeate through to exhibit high
HOR selectivity in both a half-cell and a single cell (Fig. 10(c)).
The MEA with HOR-selective carbon-encapsulated Pt anodes
displayed a negligible change in single-cell performance, in
contrast to conventional Pt/C anodes which were severely
degraded after 10 simulated startup/shutdown cycles.”® All
anode Pt catalysts based on the thin layer approach utilized
carbon supports. The damage caused by startup/shutdown was
suppressed by these anode catalysts, although the carbon
supports at the anode will be oxidized during cell reversal.
Similar to the cathode, the removal of carbon supports from
these anode catalysts is of interest.

2.2.2.2 Control of support conductivity during operation.
Shintani et al. switched the conductivity of Ta-doped TiO,
(Tig.oTay10,_s) supports between high under H, and low under
an air atmosphere in the anode, respectively, to impede the ORR
at startup/shutdown and to promote the HOR under normal
operation. The concept is to suppress electron transport from
the TipoTap10, s support to the Pt-catalyst surface by
decreasing the conductivity of Tip¢Tay10,_5 only in the pres-
ence of O, contaminants during startup/shutdown, thus
maintaining Ti ¢Ta.10,_s conductivity and HOR activity on Pt
in the presence of H, gas during normal anode operation.
Consistent with the known decrease in the conductivity of
conducting oxide nanoparticles in an oxidizing atmosphere, the
resistance of a cell with a Pt/Ti, ¢Ta,.10,_s anode was one order
of magnitude higher in air than in H,, as shown in Fig. 10(d).
The Pt/Tig 9Tay.10,-s anode exhibited higher durability against
1000 simulated startup cycles than graphitized carbon black-
supported platinum (Pt/GCB), as shown in Fig. 10(d). The
detachment of carbon supports due to corrosion at the Pt/GCB

This journal is © The Royal Society of Chemistry 2024
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Fig. 10 (a) (left) Cross-sectional SEM image of an MEA with a Pt/TiO,/C anode after initial cell performance characterization and (right) the
corresponding EDS line profile of Ti depicted in purple. (b) Cell potential versus current density (Eceq — igeo) Curves of MEAs with three different
anodes (commercial 19.8% w/w Pt/C at high and low Pt loading, Pt/Cy., and Pt/C, |, respectively) and 13.0% w/w Pt/TiO,/C at 353 K. The anode Pt
loading in Pt/Cyy and Pt/TiO,/C was set at 45 + 5 pgp; cm~2 and that in Pt/C, was set at one-third that of Pt/Cyy (15 + 2 pgpe cm™2). In all MEAS,
the cathode catalysts were commercial 45.6% w/w Pt/C with 0.40 £+ 0.04 mgp; cm™2 Pt loading. The anode and cathode were supplied with H,
and O, respectively, with 90% RH. The corresponding high frequency resistance of each cell was also shown as a function of iy, at the bottom.
Reproduced with permission.*®® Copyright 2023, Elsevier. (c) Cell voltage versus current density curves of MEAs fabricated using two different
anode catalysts, (top) commercial 20% w/w Pt/C and (bottom) 20% w/w Pt@C/C 900; carbon black-supported Pt nanoparticles encapsulated in
nanoporous carbon shells annealed at 1173 K; before and after 1, 5 and 10 simulated startup/shutdown cycles. In both MEAs, the cathode
catalysts were commercial 20% w/w Pt/C, and the Pt loading was 0.2 mgp; cm 2 in the anode and cathode. The anode and cathode were
supplied with humidified H, and air, respectively, and the cell temperature was maintained at 343 K. Reproduced with permission.**® Copyright
2019, American Chemical Society. (d) (top) Cell resistance versus time curves of MEAs with two different Pt/Tig gTag 10, _4 anodes (solid line) and
Pt/GCB (dashed line) measured at 338 K with humidified (348 K dew point) Hz, N2, and air. (bottom) IR-free cell voltage versus current density
curves of MEAs with two different Tig gTag 1O, _; anodes (circles) and Pt/GCB (triangles) at 338 K. In all MEAs, commercial Pt/GCB was used at the
cathode. The anode and cathode Pt loading was set at 0.1 mgp; cm2and 0.3 mMypt cm~?, respectively. The anode and cathode were supplied
with fully humidified H, and air, respectively. The utilization of H, and O, in air was set at 70% and 40%, respectively. For both MEAs, open and
solid symbols represent the curves before and after 1000 air/air startup cycles. The inset shows the cross-sectional SEM images of the Pt/GCB
cathode regions; (i) MEA with the Pt/GCB anode before 1000 startup cycles and MEAs after the cycles with (i) the Pt/Tig 9Tag 1O5_; anode and (iii)
the Pt/GCB anode. Reproduced with permission.*** Copyright 2015, Elsevier. (e) (top) Schematic image of an MEA for a hybrid PEFC with a WOs/
CNT-based multifunctional anode. The cell functions through reactions (i) and (ii), whereby electrons and protons proceed through pathway 1.
The WOs layer serves as a rapid-response hydrogen reservoir, storing and releasing electrons and protons based on reaction (iii) through
pathways 2 and 3, respectively. The WOs3 layer also serves as an O, scavenger invading the anodes through reaction (iv) and as a regulator for the
hydrogen-disassociation reaction (i). (bottom) Retention of the peak power density of the three control cells and a hybrid cell after three different
ADTs. H, starvation tests were performed by switching the H, supply to a N, flow to a control cell and hybrid cell while operating under
a constant current density of 0.2 Acm™2. The cell voltage was recorded during the measurement, and each cycle lasted for 10 s after switching to
a N, flow. Acceleration tests were conducted by oscillating the current output of a control cell and the hybrid cell between 50 and 1000 mA
cm™2, with a holding time of 120 and 30 s, respectively. Startup tests were performed using the following steps: both cells were kept at an open-
circuit voltage (OCV) supplied with H, and O, at the anode and cathode, respectively. The gas for the anodes was switched from H, to N, (30
mL min~3) for 10 s to purge the anode compartment. Then, 1 cm? of air was injected into the anodes, and the equilibrium OCV of the cells was
recorded. The cells were then maintained at a constant voltage of 0.8 V for a period of 20 s. The hybrid cell was used throughout all three tests
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cathode was successfully suppressed by the Pt/TigoTay10,_5
anode, as shown in the inset."*

2.2.2.3 Small Pt clusters. Luo et al. reported an HOR-
selective Pt/TiN catalyst with extremely low Pt mass fractions.
Small Pt clusters, which are not visible on the TEM image, were
deposited on TiN. The Pt clusters lacked ordered facets and
were mostly in an unsaturated coordination environment to
display low ORR activity and high HOR activity in a half-cell.
The difference in ORR and HOR activity on Pt/TiN was attrib-
uted to differences in O, and H, bond types, which are sensitive
to the coordination environment of Pt.*** Kanai et al.*** reported
HOR-selective catalysts based on atomic Pt supported on cova-
lent triazine frameworks and carbon black composites (Pt/CTF).
In both studies, the Pt mass fractions were one or two orders of
magnitude lower than those of commercial Pt/C (0.29-1.46% w/
w for Pt/TiN*** and 2.8% w/w for Pt/CTF).*** Such low Pt mass
fractions can increase the thickness of the anode catalyst layers
in MEAs. The effect of Pt loading at anode catalyst layers in
MEAs on thickness and HOR performance is of interest.

2.2.2.4 Use of non-Pt anode catalysts with HOR selectivity. To
date, this concept has been reported solely by Ioroi and Yasuda.
They suggested that Ir/Ti;O, anodes suppress damage at the
cathodes during startup/shutdown due to the high HOR activity
of Ir, which is just 2.6 times lower than that of Pt, and its
insufficient ORR activity, which is substantially lower than that
of Pt. The reported RTA performance of the Ir/Ti,O; catalyst was
high and similar to that of the Pt/Ti,O + Ir black catalyst shown
in Fig. 9(b)."”® The startup/shutdown durability of MEAs with an
Ir/Ti,O; anode and Pt/C or PtCo/C cathode is of particular
interest. Although many non-Pt cathode ORR catalysts have
already been reported, few non-Pt anode HOR catalysts have
been described. Examples include WC and bimetallic carbides
(NiWC, CoMoC, MoWC, and CoWC) supported on carbon black,
as reported by the Nagai group in the late 2000s,">*” carbon-
encapsulated Ni nanocrystals reported by Haslam et al in
2011,"® nickel-diphosphine complexes on multiwalled carbon
nanotubes (MWCNTs) published by several groups since
2011,"°?% and hafnium oxynitride thin films described by the
Koel group in 2019.** The carbide anode catalyst series
described by Nagai et al. suffered from low single-cell perfor-
mance to display a power density that was one order of
magnitude lower than that of the Pt/C anode.'®**” This
suggests that the low HOR activity changed the rate-
determining step from the ORR at the cathodes to the HOR at
the anodes due to the carbide anodes. Furthermore, the stability
of these carbides in PEFCs remains unclear. Haslam et al.
evaluated the HOR activity of their Ni catalysts under the atyp-
ical conditions of 0.27 V versus SHE in a strongly acidic medium
(1.5 mol dm > H,S0,)."® Metallic nickel is not ORR active,
although it can readily leach out in acidic media if the protected
carbon shell is absent. The HOR activity of a nickel-diphosphine

(red line). For the control-cell testing (black line), one cell was used for each test. The anode and cathode Pt loading was set at 0.05 mgp; cm™
, respectively. The anode and cathode were supplied with fully humidified H, and O,, respectively, to record cell voltage

and 0.40 mgp; cm™?
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complex catalyst was evaluated under typical conditions in
a common electrolyte, 0.5 mol dm > H,S0,4.'*>* The superior
CO tolerance of MEAs compared with commercial Pt/C is
another attractive point.” The hafnium oxynitride HOR cata-
lysts described by the Koel group** have also been reported as
ORR catalysts in acidic media after being supported on carbon
black.>*> Although they are highly stable in acidic media, it is
necessary to decrease ORR activity through precise control of
the surface composition®”* and crystallinity,* as they are both
dominant factors for the ORR activity of hafnium oxynitride
catalysts. The PGM-free HOR catalysts reviewed in this para-
graph rely on carbon supports to confer conductivity in the
catalyst layer. However, their durability has not been evaluated
in a single cell. The non-Pt, PGM catalyst, Ir/Ti,O, is carbon-
support-free and therefore durable against cell reversal, as
experimentally confirmed in a single cell."” Its potential to
suppress cathode degradation during startup/shutdown makes
it more attractive than other non-Pt HOR catalysts, at least at
this stage.

2.2.2.5 Multifunctional layer between a conventional anode
catalyst layer and a GDL. Apart from the selective HOR catalyst
approach, Shen et al. introduced a new concept, as shown in
Fig. 10(e). A “hydrogen storage layer” formed from a WO3/CNT
composite was sandwiched between the Pt/C catalyst layer and
GDL to form a multifunctional anode that suppresses damage
at the anode and cathode during H, starvation and startup/
shutdown, respectively. The supplied H, molecules pass
through the hydrogen storage layer to generate protons and
electrons at the Pt/C layer, some of which react with WO; in the
storage layer to form H,WO; via eqn (iii) in Fig. 10(e). When
starved of H,, H,WO; releases protons and electrons to
suppress the OER and COR at the adjacent Pt/C layer. When the
anode is subjected to air contamination during startup/
shutdown, H,WO; reacts with O, in the air to form WO; and
H,O0, via eqn (iv) in Fig. 10(e). The single cell with and without
the multifunctional WO3/CNT layer-inserted anode (denoted as
a hybrid cell and a control cell, respectively) displays interesting
results. WO; did not affect the initial single-cell performance,
while it significantly increased the durability, as shown in
Fig. 10(e). The durability against H, starvation was evaluated at
a constant current density of 0.2 A cm™ > and persisted for 10 s
after switching the anode gas from H, to N,. The hybrid cell
exhibited negligible reduction in peak power density, while the
control cell lost ~47% of the initial value after two rounds of H,
starvation tests. The hybrid cell also displayed higher durability
against the original simulated acceleration cycles and startup
cycles as H,WO; quickly scavenged O, molecules in contami-
nated anodes. The WO; material cost was estimated to be <$50
per unit for a mid-sedan-type FCV sold by Toyota (MIRAI).**>

2.2.3 Avoidance of Ti oxides. Zhang et al. cautioned against
the use of TiO, and Ti,O; supports in both PEFC anodes and

2

versus current density curves, and the single cell was maintained at 323 K. Reproduced with permission.**? Copyright 2020, Nature Publishing

Group.
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Fig. 11 Fluoride release rate (FRR) versus OCV time curves of MEAs fabricated using a mixture of commercial 20% w/w Pt/C and TiO, at the (a)
anode and (b) cathode. The Pt loading was set at a constant 0.05 mgpy cm™2, while four different TiO, loadings, 0, 0.33, 1.32, and 5.28 ugrio,
cm~2, were used, denoted as No TiO5, 1x, 4x, and 16x, respectively. Commercial 30% PtCo/C with 0.1 mgp; cm~2 Pt loading was used at the
cathode and anode in (a) and (b), respectively. The anode and cathode were supplied with H, and air, respectively, at 25% RH, and the absolute
back pressure was 0.15 MPa for both electrodes. The cell temperature was set at 383 K. Reproduced with permission.2°* Copyright 2021, The
Electrochemical Society. (c) Stem—Volmer plots obtained using 6-carboxy fluorescein (6CFL) dye in the radical solution containing Fenton's
reagent and Fe—-N-C or Ta-TiO,/KB as a function of the H,O, radical quencher concentration. (d) Cell voltage versus current density curves of
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cathodes, primarily based on two types of degradation test
results reported in 2021.%** The first was an OCV test to evaluate
the degradation of a 12 pm-thick PFSI membrane in MEAs with
TiO,/Ti O, catalyst layers, which was conducted with an abso-
lute back pressure of 0.15 MPa at 383 K for 100 h. The second
was a leaching test of TiO, in 0.05 mol dm™ H,S0, at 368 K,
with the leached Ti ions measured using ICP analyses. The
membrane thinning proceeded during the OCV tests, and the
rate of released fluoride from the PFSI membrane (FRR)
increased with TiO, loading in the anodes and cathodes, as
shown in Fig. 11(a) and (b). Fluoride release was also confirmed
from Ti O, and the FRR was higher when TiO, or Ti,O, was
used in the anodes compared with the cathodes. Dissolved Ti
ions, which catalyze Fenton reactions similar to previously re-
ported Fe ions,'* were considered the source of this process
through degradation of PFSI membranes by H,O, radicals
formed by the decomposition of byproducts during the ORR.***
Under the conditions tested by Zhang et al., TiO, and Ti O,
degraded the PFSI membranes,*** thus undoubtedly decreasing
cell performance. One year later, Xie et al. used carbon black-
supported Ta-TiO, nanoparticles (Ta-TiO,/KB) to scavenge
radicals formed from Fe-based PGM-free ORR catalysts, so-
called Fe/N/C or Fe-N-C.?** Ta-TiO, was a mixture of Ta,Os,
Ta0,, and TiO, phases, and captured H,O, radicals to enhance
the durability of Fe/N/C in both a half-cell and a single cell, as
shown in Fig. 11(c)-(e). The well-known low durability of the Fe/
N/C catalyst in a single cell was dramatically improved by the
addition of 8% w/w Ta-TiO,/KB at 353 K. The results from Zhang
et al. and Xie et al. appear contradictory at first glance, in that
radicals were produced by Ti oxides but captured by Ta-TiO,.
However, some important differences should be noted. First,
the cell temperature used in the work of Zhang et al., 383 K,***
was 30 K higher than that used by Xie et al.*** The higher
temperature could accelerate the membrane degradation
significantly. Second and most importantly, the crystal struc-
ture of Ta-TiO, differs considerably from that of TiO,. The H,O,
yield of Fe/N/C + Ta-TiO,/KB decreased with increasing Ta: Ti
atomic ratio, from 2 : 8 to 6 : 4, and then increased with further
increases in the ratio to 8: 2. At a ratio of 2: 8, a single anatase
TiO, phase was formed with minor rutile TaO, at 4 : 6. At a ratio
of 6:4, a Ta,05/Ta0,/TiO, mixture was formed, followed by
a single Ta,O5 phase at a ratio of 8:2. The high Ta content in
the optimized Ta: Ti ratio of 6 : 4 greatly exceeds that in the Ta-
doped TiO, supports reviewed in Sections 2.1.1.2 and 2.2.2.2,
which ranged from 1:9 (ref. 191) to 3:7.°® The three mixed
phases in the Ta-TiO, described by Xie et al. have not been re-
ported and clearly also differ from the TiO, supports used by
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Zhang et al.”** Zhang et al. concluded that efforts should be
directed toward corrosion-resistant oxides as alternatives to Ti
oxides, without noting the exact material to be developed.”** The
results of Xie et al. on PGM-free catalysts®*® suggest the presence
of stable-support alternatives to pure Ti oxides for use as Pt
supports, at least at a cell temperature of 353 K.

3 Carbon-support-free non-platinum
catalysts

The high loading of expensive and scarce Pt catalysts and the
low durability of carbon supports are the major motivators to
seek cathode materials utilizing neither Pt catalysts nor carbon
supports. Conductive PGMs or their oxides can be used as
carbon-support-free non-Pt catalysts, including the porous IrO,
catalysts used by Takasu et al.,**® although Ir is extremely scarce
in nature and much more expensive than Pt.'”” This section
focuses on carbon-support-free non-PGM catalysts, which may
be considered the ultimate catalysts. Because of the high
potential and oxidative acidic environment of PEFC cathodes,
as mentioned in Section 1, only two viable non-PGM catalyst
types have been reported in the last two decades. Researchers in
the PGM-free catalyst community have tended to develop the so-
called M/N/C catalysts, which are graphitic carbons with
abundant defects doped with N and one or two metals (M),
typically Fe,**”*'* Co,*** or Mn.”** The highest activity reported to
date has been seen with Fe/N/C catalysts, although durability
remains an issue, as reported in the literature.”*® The formation
of carbon dioxide by the oxidation of carbon species in Fe/N/
C?%21% and Co/N/C** has been experimentally verified, even at
potentials below 1.0 V,***?1213 and is regarded as one of the
pivotal causes of the degradation of M/N/C catalysts. To mini-
mize carbon oxidation, a recent standardized protocol for
evaluating the activity of M/N/C catalysts has limited the upper
potential to 0.925 V,***> which is lower than that for automotive
carbon-supported platinum-cobalt catalysts (1.0 V (ref. 16) or
0.95 V (ref. 17)). The equilibrium potential in eqn (4) is 0.207 V
versus SHE and the reaction rate in eqn (4) is accelerated at high
potentials. Thus, even when M/N/C catalysts are used, system-
level measures used for protecting the carbon black of the
PtCo/C catalysts (as mentioned in Section 1) remain necessary.
However, the practical use of M/N/C as a cathode catalyst in
FCVs has attracted skepticism from industry due to the previ-
ously described durability issues and the greater catalyst
loading requirement, which leads to a thicker catalyst layer
compared with conventional PtCo/C catalysts.>>*'® Another type
of non-PGM catalyst, oxides/oxynitrides containing group IV

MEAs with Fe—N—-C and Fe—-N-C + 8% w/w Ta-TiO,/KB cathodes before and after 20 voltage cycles between 0.85 V and 0.40 V (ADT). During
the ADT, the cell voltage was held at 0.85 V for 5 min and 0.40 V for 55 min per unit cycle, and the cell was maintained at 353 K and supplied with
H, and air at the anode and cathode, respectively. The cathode catalyst loading was set at 6.0 mg cm~2. In all MEAs, the anode was commercial
46.5% w/w Pt/C with 0.2 mgp; cm~2 Pt loading. The anode and cathode were supplied with fully humidified H, and O,, and the cell temperature
was set at 353 K. (e) (top) RDE voltammograms and (bottom) H,O, yield versus potential curves of (left) Fe—N-C and Fe—N-C + 10% w/w Ta-
TiO,/KB, (center) Fe—~N-C, and (right) Fe~N~-C + 10% w/w Ta-TiO,/KB before and after 10 000 potential cycles between 0.6 and 1.0 at 20 mV s,
The scans were performed under an O, atmosphere using a rotation speed of 900 rpm and a staircase potential step of 25 mV at intervals of 25 s
in 0.5 mol dm~2 H,50,. Reproduced with permission.2°® Copyright 2022, Nature Publishing Group.
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or V metals, has attracted fewer researchers in this community
compared with M/N/C, owing to the moderate ORR activity and
difficulty in evaluating the activity, even in a half-cell. However,
this type of catalyst can eliminate the use of carbon supports, as
the active sites are hosted in oxide/oxynitride, unlike M/N/C
catalysts where the active sites are assumed to be M-
coordinated with N atoms located at the edge of graphitic
carbon supports.*”’*** Oxide-based catalysts were first reported
by the Ota group in the mid-2000s. In their initial work, WC was
investigated as a non-PGM catalyst because of its similar elec-
tronic structure to Pt. However, the WC was found to be
unstable in acidic media and required passivation to WO;. The
WC was stabilized by adding Ta, a group V metal.”” Since then,
Ota et al. focused on binary oxides containing group IV and V
metals as ORR catalysts. The chemical stability in 0.1 mol dm >
H,SO, solution analyzed by ICP spectroscopy revealed a small
amount of leached metal from ZrO,,>*® TiO,,*** N-doped ZrO,,**"
or Ta;N; with oxidized surface Ta,05.*** Later, we also reported
a small Hf leaching amount in monoclinic HfO, and Hf,ON,
after 2 days of leaching tests in an identical solution.*** These
chemical stabilities are a particular benefit of this type of oxide/
oxynitride catalyst. The disadvantage of this type of catalyst,
however, is the difficulty in evaluating its ORR activity, as dis-
played in Fig. 12(a). The Ota group synthesized ZrO, powder
catalysts via a sol-gel route, followed by annealing under
a reductive atmosphere, and evaluated their ORR activity in
a half-cell.*®* The four curves shown in Fig. 12(a) clearly differ
from each other, even though they all originate from an iden-
tical catalyst with different catalyst layers due to mixing with
different carbon black materials and different carbon black
contents in order to achieve conductivity in the catalyst layer.
These results indicate that the optimization of the catalyst layer
structure is necessary, even for screening active oxide/oxynitride
catalysts. Because the surface area and particle size of the
catalysts differ and depend substantially on the route and
conditions of synthesis, such optimization is necessary for every
catalyst. This is a time-consuming process. Therefore, some
researchers synthesized oxide/oxynitride catalysts on conduc-
tive carbon materials such as carbon black,?0*203:225:231,232
CNTs,***** reduced graphene oxide,
ages.”® One of the carbon-supported oxynitride catalysts, N-
doped ZrO, on MWCNTs (N-ZrO,/MWCNTs), exhibited
a single-cell performance comparable to that of Fe/N/C, as
shown by curve 1 in Fig. 12(b).>** This finding attracted the
attention of the pioneers of Fe/N/C catalysts, the Dodelet
group.”®” However, the single-cell performance was not stable
for 10 000 FCCJ load cycles and even at a constant j = 0.1 A
cm 2, as shown in Fig. 12(c) and (d), respectively.?** One reason
could be the oxidation of the carbon supports, making oxide/
oxynitride catalysts free from carbon supports an attractive
option. However, when group IV or V oxide/oxynitride catalysts
were used as catalysts without carbon supports, the current was
too low even in a half-cell. Indeed, until the mid-2010s, the re-
ported geometrical current density was only at the uA cm 2 level
in practical potential regions above 0.6 V versus RHE.>'$2*1238
Although the conductivity of oxide supports for Pt particles can
be enhanced by metal doping, as described in Sections 2.1.1.2

234235 and carbon nanoc-
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and 2.1.1.3, their conductivity is not sufficient to evaluate ORR
activity without Pt. This is because the g-value of oxide supports
is in general enhanced by 2-4 order of magnitude after depos-
iting Pt particles, as the introduction of conductive Pt enhances
the o of catalyst particles.'® Because TiN offers an excellent o
without Pt,"****® we have recently focused on conductive nitride,
TiN, to produce carbon-support-free, non-PGM catalysts. The
first catalyst was obtained via the pyrolysis of a hydrothermally
synthesized Ti,O; fiber, TiF,, and a urea precursor mixture
prepared in HCI solution.*® Unfortunately, the Ti O, fiber
oxidized during the pyrolysis to form insulating rutile TiO,,
whereas TiF,-derived TiN produced ORR active sites on the
oxidized surface, of which the majority was nitrogen-
substituted TiO,, as revealed by the control experiment shown
in Fig. 12(e).”** The geometrical current density in a practical
potential range (>0.6 V versus RHE) in a half-cell was three
orders of magnitude higher than that of previous carbon-
support-free catalysts.**®*****% Several control experimental
results, including the one shown in Fig. 12(e), revealed that
carbon residues from the urea precursor were not the source of
the ORR activity or conductivity of this catalyst.***** However,
the conductivity was insufficient to use carbon black in the
cathode catalyst layer to obtain single-cell performance, as
shown by curve 2 in Fig. 12(b).*® The ORR activity increased
with N content, which substituted for O in the surface TiO,
lattice, while the surface TiN content was simultaneously
maintained below 20%.3*2** The surface TiN was also unstable,
which decreased the activity as illustrated in Fig. 12(f).>** This is
consistent with the work of Avasarala et al., in which 31.5% of
surface TiN content was unstable.”” When the TiN surface was
covered with nitrogen-substituted TiO, layers to decrease the
surface TiN content, there was no change in surface chemical
states during the ORR, as revealed by post-XPS analyses.”** An
oxygen vacancy is created when two oxygen atoms in the TiO,
lattice are substituted by two nitrogen atoms to compensate for
the charge imbalance due to the nitrogen substitution. An
oxygen vacancy is one possible site for the adsorption of O,
molecules, which is the first step for the ORR, eqn (2a). Indeed,
the Lyubinetsky group reported the dissociative adsorption of
0O, molecules on bridging oxygen vacancies on the (1 1 0) plane
of rutile TiO, at room temperature using in situ scanning
tunneling microscopy (STM) in 2008.2*° One of the oxygen atoms
of O, filled one oxygen vacancy, while the other was deposited
on a five-fold titanium atom next to the vacancy. Two years later,
Lyubinetsky et al. presented a subsequent model on the same
rutile (1 1 0) plane and used STM and DFT calculations to show
that O, molecules adsorbed on the titanium rows, while the
charge from the oxygen vacancy promoted the dissociation of O,
molecules.**® The dissociative adsorption of O, molecules on
the (1 1 0) plane of rutile TiO, with an oxygen vacancy was also
reported using STM by Wendt et al., although the proposed
source of charge to promote O, dissociation differed.*** These
thought-provoking studies provide valuable context for the
discussion of the ORR active sites on our N-TiO,-covered TiN.
The material reported in the aforementioned studies was N-free
TiO,, and STM experiments were conducted in an ultra-high-
vacuum system free from protons,****** which was different
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Fig. 12 (a) ORR mass activity versus potential (iorr — E) curves of a ZrO, catalyst for four different catalyst layers in 0.1 mol dm~3 H,S0,4 without
rotation. The catalyst layers were formed by mixing the ZrO, catalyst with two different carbon black materials, Ketjen Black EC300J (KB) or
acetylene black (AB). The mass fraction of KB was set constant at 10% w/w, whereas that of AB was set at 10, 20, and 30% w/w. Reproduced with
permission.?? Copyright 2011, The Electrochemical Society of Japan. (b) V—j curves of MEAs for three different catalysts at the cathode, (1) N-
ZrO,/MWCNT, (2) N-TiO; (shell)/TiN (core), and (3) N, P-TiO, (shell)/S-TiN (core) at 353 K. The cathode catalyst loadings, m, were 10, 4.7, and
5.8 mg cm™2, respectively, for MEAs 1, 2, and 3. In all MEAs, the anode was commercial 46% w/w Pt/C with 0.3 mgp, cm~2 Pt loading. The anode
and cathode were supplied with fully humidified H, with 0.2 MPa (gauge) and O, with 0.3 MPa (gauge) back pressures, respectively. MEA 3 was
also operated without back pressure at the anode and cathode, and is labeled as 4. The inset shows j at V = 0.9 V from the four curves.
Reproduced with permission.*®22*> Copyright 2016, Elsevier, Copyright 2017, American Chemical Society. (c) A normalized j at V = 0.6 V versus
FCCJ load cycle number (jjov_o.6 v — N) curve and (d) a cell voltage versus time held at 0.1 Acm—2 (V]j0.1 A cm? — t) curves of MEAs with the N-
ZrO,/MWCNT cathode catalyst. m was 8.3 and 8.9 mg cm™ for (c) and (d), respectively. Reproduced with permission.??* Copyright 2017,
American Chemical Society. (e) RDE voltammograms of two N-TiO, catalysts synthesized by mixing urea and one of the two titanium sources,
Ti4O; and TiF4, in 1.0 mol dm~3 HCl solution, followed by pyrolysis at 1123 K. The scans were performed under N, and O, atmospheres, with
a rotation speed of 1500 rpm and a scan rate of —5 mV s~ (cathodic) in 0.1 mol dm~3 H,SO,. Reproduced with permission.224 Copyright 2018,
American Chemical Society. (f) A schematic image of N-TiO; catalysts and the ORR active site. Reproduced with permission.??®> Copyright 2016,
Royal Society of Chemistry. (g) Kinetic current density and number of electrons transferred per unit O, molecule versus the work function curves
(ix — ® and n — @ curves, respectively) derived from the RDE voltammograms of four N, M-TiO,/S-TiN catalysts, where M = Zr, Nb, Ni, and V. (h)
Two reaction pathways for the ORR on conventional catalysts. Reproduced with permission.?¢ Copyright 2022, Royal Society of Chemistry. (i)
RDE voltammograms of N, P-TiO,/S-TiN, N, Zr-TiO,/S-TiN, and N, P, S-TiO,/S-TiN catalysts before (solid curves) and after (dashed curves) 5000
FCCJ startup/shutdown cycles; the protocol is shown in the inset. Reproduced with permission.?2’-22° Copyright 2020, American Chemical
Society, Copyright 2022, American Chemical Society, Copyright 2024, Royal Society of Chemistry. (j) X-ray photoelectron spectra of the N, P, S-
TiO,/S-TiN catalyst before (solid curves) and after (dashed curves) 5000 FCCJ startup/shutdown cycles. The N, P, S-TiO,/S-TiN catalyst after
5000 cycles contains Nafion PFSI in the catalyst layer. Reproduced with permission.??® Copyright 2024, Royal Society of Chemistry. (k) Cell
voltage and power density versus current density curves of an MEA fabricated using Tig gCop 2N atm =4 mg cm~2 and commercial 60% w/w Pt/
C catalysts at 0.1 mgp, cm~2 in the cathode and anode, respectively, at 343 K. The anode and cathode were supplied with fully humidified H, and
air, respectively. Reproduced with permission.z*® Copyright 2018, American Chemical Society.
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from the acidic media where the ORR activity of N-TiO, was
evaluated. It is difficult to conduct similar STM experiments
under realistic PEFC conditions in the presence of acidic PFSI
electrolytes. Nonetheless, oxygen vacancies in rutile N-TiO,
were revealed to produce ORR active sites through a low-
temperature annealing process combined with Raman, XPS,
and electrochemical analyses.”” Although the bulk of this
catalyst was the metallic character of the conductive TiN, the
surface TiO, layers should have much lower conductivity than
the bulk. We recently doped cationic phosphorous onto surface
N-TiO, layers to enhance surface conductivity by introducing an
electron donor, P°*.>?”?#% P>* was doped into the bulk and
surface to more than double the ORR mass activity in a half-cell
without changing the number of oxygen vacancies in surface
rutile TiO, layers on S-TiN (S is from the TiOSO, precursor)
formed by N-doping. The enhanced mass activity was also
greater than that of N-ZrO,/MWCNT.*** The MEA with an N, P-
TiO,/S-TiN cathode exhibited a single-cell performance signifi-
cantly improved compared with that of P-free N-TiO,/TiN, and
even higher than that of the previous best carbon-supported
oxynitride catalyst, N-ZrO,/MWCNT at V = 0.6 V (the oper-
ating range of FCVs'®'), as shown by curve 3 in Fig. 12(b).
Furthermore, the j at V = 0.9 V from N, P-TiO,/S-TiN without
back pressure exceeded that of N-ZrO,/MWCNT with high back
pressures, as shown in the inset. These results could be due to
the synergetic effects of (1) the higher ORR activity of N, P-TiO,/
S-TiN than the other two catalysts and (2) improved mass-
transport properties owing to the smaller particle size of N, P-
TiO,/S-TiN than N-TiO,/TiN, as the aggregation during high-
temperature synthesis was suppressed by P-doping.*** None-
theless, all V-j curves were obtained after mixing carbon black
with the catalyst particles to induce conductivity in the catalyst
layer. The ¢ of N, P-TiO,/S-TiN is sufficient without using carbon
black in a half-cell; however, it is insufficient in a thicker cata-
lyst layer in a single cell, which produces a current density three
orders of magnitude higher than that of the catalyst layer in
a half-cell.

On the N-TiO,/TiN and N, P-TiO,/S-TiN catalysts, the ORR
proceeded via two- (2¢”) and four-electron (4e”) pathways,
described by eqn (6) and (2), respectively.?****”>%* We recently
revealed that ORR selectivity can be enhanced in the 4e™
pathway by tuning the work function, ®, of N-TiO,/S-TiN via
metal doping, as shown in Fig. 12(g).?****® ® is the difference in
the potential energy of an electron between the vacuum and
Fermi levels, which corresponds to the minimum energy
required to extract an electron from a solid surface. Therefore,
4e” selectivity (i.e., the number of electrons transferred per unit
0O, molecule, n) increases with decreasing magnitude of ®. The
2e” ORR in acidic media has been assumed to proceed via the
following three elementary steps:******

02 + * - 02* (63)
0¥+ H" +e — HO,* (6b)
HO,*+ H  + e~ — H,0, + * (6¢)

This journal is © The Royal Society of Chemistry 2024
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In the 4e” and 2e” ORR processes shown in Fig. 12(h),
a peroxy-intermediate, HO,, is produced (eqn (2b) and (6b)).
The electron-donating ability from the active site expressed by
* and the strength of binding between HO, and * are key
factors in determining n. When the magnitude of @ is too
small, the catalyst-HO, intermediate interaction becomes
stronger and ultimately slows the ORR process. Besides this
interaction between the HO, intermediate and the catalyst,
the smaller the @, the more negative the potential at which the
ORR proceeds.** This could be one reason for the decrease in
ORR selectivity with ®. The ® was decreased (i.e., the Fermi
level of TiN was upshifted by doping foreign metals) in the
following order: Nb > Zr > V > Ni. Either Zr or Nb was close to
optimum tuning of the Fermi level to donate electrons to O,
molecules but not to bind strongly with the reaction inter-
mediate at the potential where the ORR proceeds. Rutile TiO,
has been investigated as a catalyst for the OER, which is the
reverse reaction of the ORR. Garcia-Mota et al. investigated the
binding energy of HO, and * of the (1 1 0) plane on various
metal-doped rutile TiO, catalysts using first principles DFT
calculations.*** Although zirconium was not included in their
study, niobium, nickel and vanadium were investigated as
dopants. The binding energy increased in the order of Nb <V <
Ni.>** This trend is the reverse of n shown in Fig. 12(g), sug-
gesting that strong *~HO, interactions inhibited the breaking
of O-O bonds in the HO, intermediate to favor the 2e~ ORR, to
produce H,0,.

As these TiN-based catalysts are free from carbon supports,
a high durability against startup/shutdown cycles is expected.
Fig. 12(i) shows the RDE voltammograms of these catalysts
before and after 5000 FCCJ startup/shutdown cycles.
Unfortunately, N, P-TiO,/S-TiN catalysts significantly decrease
the ORR activity measured by a half-wave potential (E,,, i.e., the
potential at which half of the limiting current density is ob-
tained) by 0.08 V after the 5000 cycles. During the cycles, both N
and P atoms were removed from the surface, as revealed by XPS
analyses.”” The N, Zr-codoped TiO,/S-TiN with an optimized
composition was more durable against the 5000 FCC]J startup/
shutdown cycles, decreasing the AE;,, by half that of N, P-
TiO,/S-TiN (0.04 V), owing to the high selectivity toward the 4e™~
ORR.”® We recently enhanced the startup/shutdown durability
further using a new catalyst, N, P, S-tridoped TiO, supported on
S-TiN, to successfully reduce AE;,, to 0.02 V without diminish-
ing the limiting current plateau. This result is among the
highest of any PGM-free catalysts. Anatase and rutile TiO,
hetero-phase junctions formed in the N, P, S-TiO,/S-TiN catalyst
promoted ORR activity, and the surface anionic dopants were
not removed during the 5000 cycles to maintain activity, as
shown in Fig. 12(j).>** The stabilization of the cationic P
dopant, whose binding energy is 134-135 eV, is the remaining
challenge in terms of diminishing AE;,,. Although this non-
PGM catalyst type is rarely studied by this community, other
researchers have recently focused on TiN. For example, Tian
et al. synthesized TijgCo,,N catalysts via a combination of
a solvothermal route and NH; annealing. The catalysts were
evaluated in a single-cell cathode without adding carbon black
to the catalyst layer, as shown in Fig. 12(k).>** Control

J. Mater. Chem. A, 2024, 12, 18636-18673 | 18665


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4ta02664k

Open Access Article. Published on 17 giugno 2024. Downloaded on 28/02/2026 07:42:16.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Journal of Materials Chemistry A

experiments to evaluate the contribution of possible Co/N/C
species in catalysts and the durability of the carbon black-free
catalyst layers will be of interest.

4 Possibility of carbon-support-free
catalyst use in future vehicles

In order to achieve conductivity in the catalyst layer, carbon-
support-free non-PGM catalysts are limited to TiN-based
cathode catalysts. The low current density of carbon support-
free oxide/oxynitride catalysts arising from the low conduc-
tivity has been improved using TiN to the order of mA cm ™2 in
a half-cell; however, the enhanced conductivity is still insuffi-
cient to add carbon black in a single-cell catalyst layer in most
cases. The durability in a single cell has therefore seldom been
evaluated, and it is therefore too early to discuss the possibility
of using this approach in future FCVs.

Carbon-support-free Pt-based catalysts have been developed
extensively in PEFC anodes and cathodes in the last two
decades, although they retain several challenges with respect to
their use in FCVs.

(1) Pt loading

As mentioned in Section 1, the target of ~6 gpgy per mid-
sedan FCV® is comparable to the amount of PGMs per
gasoline-fueled LDV," and needs to be achieved to make PEFC-
powered passenger vehicles affordable and widespread. The
target has been set with 0.0625 gpgm kw ! PGM usage per unit
power and 1 W cm ™ > power density, which correspond to 0.0125
and 0.05 mgpgy cm~ > PGM loading at the anode and cathode
catalyst layers, respectively.” Considering the currently available
PtCo/C cathode and Pt/C anode catalysts, the target PGM
loading values can be assumed to be equal to the Pt loading.
The Pt loading used in Pt/non-carbon cathode catalyst layers
has been much higher than the target of 0.05 mgp. cm > in
general, as listed in Table 1 and seen in the captions for
Fig. 4-11. Rare exceptions include Pt/Ta-SnO,_; and Pt/Nb-
SnO,_, cathode catalysts with a Pt loading of 0.06 + 0.002 mgp;
em 2% which is close to the target value. Although the
advantage of these Pt/oxide catalysts in terms of durability
should be taken into account in the comparison with the
currently available PtCo/C catalysts, a decrease in Pt loading to
the target level without decreasing cell performance is needed
for widespread use in FCVs. It will be highly challenging for Pt/
non-carbon catalysts, as Pt nanoparticles enhance the conduc-
tivity of non-carbons by 2-4 orders of magnitude'® to exceed the
proton conductivity of PFSI, and thus prevent electron transport
from being the rate-determining step. As illustrated in Fig. 9(c),
when it is necessary to have Pt particles that are connected or in
close proximity to each other to improve conductivity in the
catalyst layer, lowering the Pt content (i.e., reducing Pt loading)
is difficult without compromising cell performance. Indeed, 0.1
mgpe cm ™2 Pt loading was necessary for the Pt/Ti,O; anode, and
the cell performance decreased significantly when the anode Pt
loading was decreased to 0.05 mgp cm ™~ 2.3 This indicates that
electron transport restricted the cell performance of MEAs with
the Pt/Ti,O, anode, despite the faster HOR kinetics on Pt than
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the ORR counterparts. When standard 47% w/w Pt/C catalysts
were used in anode catalyst layers and the anode Pt loading was
decreased from 0.40 to 0.05 mgp. cm >, the drop in the cell
voltage at a current density of 1 A em™> was negligible, in the
order of 10 mV.** The effect of anode Pt loading on the cell
performance of MEAs with a Pt/Ti,O, (ref. 37) anode (signifi-
cant) and Pt/C*** anode (negligible) clearly differed, as
mentioned above, when the loading was decreased to 0.05 mgp,
cm 2, which is four times higher than the target value. The o-
value of some non-carbon supports does not restrict the single-
cell performance when they are used as supports for Pt catalysts
to levels similar to that of Pt/C, at least when the Pt loading
exceeded the target value. Further increases in the ¢ of non-
carbon supports to the order of 10 S cm™"' in any P range
shown in Fig. 4(k) by, for example, controlling the
morphology'** will be necessary. It will be particularly impor-
tant for use as cathode catalyst supports owing to the slow ORR
kinetics and thicker catalyst layer compared with anode coun-
terparts. Theoretically, less than 0.01 mgp, cm™> cathode Pt
loading with power density maintained above 1 W cm ™2 is ex-
pected by optimizing the O, and proton transport properties
when electron transport across the catalyst layer is sufficiently
fast.?*” Furthermore, the control of the Pt mass fraction in Pt/
non-carbon catalysts will be of particular importance. In most
catalysts reviewed in this paper, this was set at around 20% w/w
Pt/non-carbon. A support particle size of ~100 nm, which is
smaller than that of most non-carbon supports, will be neces-
sary to increase the Pt mass fraction beyond 20% w/w without
an increased Pt nanoparticle size penalty. In addition, a lower Pt
mass fraction in Pt/non-carbon catalysts leads to a higher
catalyst mass and thicker catalyst layer compared with
conventional Pt/C. These properties are unsuitable for use in
vehicles. In future studies, cell performance with Pt/non-carbon
catalysts at (i) target low Pt loading (0.05 and 0.0125 mgp cm >
at the cathode and anode, respectively) and (ii) a high Pt mass
fraction (above 40% wj/w) will attract significant attention.
Although unsupported Pt-alloy anode**® and cathode®* catalysts
are beyond the scope of this paper, the evaluation of their
performance at (i) will also be of interest.

(2) Metal leaching

To date, no complete non-carbon supports which do not
leach in the catalyst layer have been reported. Metals used in
non-carbon supports leach as cations to some extent when their
chemical stability is evaluated, as reviewed in Section 2. The
leached cations exchange H' in the sulfate groups in PFSI
catalyst layers and membranes to decrease the proton conduc-
tivity or catalyze the Fenton reaction in some cases. Cation-
doped SnO, is one of the most widely studied non-carbon
supports, where the aim of doping was mainly to increase g.
Substantial leaching of the doped cations and Sn at potentials
lower than 0.4 V (ref. 103) and higher than 1.5 V has also been
reported.® These systems are therefore more suited for use in
cathodes than anodes due to their higher stability in the
cathode potential window.'**'*® Similarly, the selection of the
potential window is necessary when considering other non-
carbon supports that are less studied than SnO,-based mate-
rials. Another widely studied non-carbon support, TiO, and
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Ti 05, also leaches, while recent results on the radical scav-
enging properties of Ta-TiO, reported by Xie et al.** suggest the
potential to suppress leaching by Ta-doping or controlling the
crystal structure. Doping Ta into effective Ti O,-based RTAs
with an evaluation of the amount of leaching will be of interest.

(3) Scalability

The difficulty in scaling up the batch size of non-carbon
supports has seldom been reported, even though many
researchers face this issue, even in a laboratory. The solid-state
reaction route is a simple, easy, and well-known method suited
to the mass production of inorganic supports, although most
studies reviewed in this paper utilized other routes to increase
the surface area. Hydrothermal routes are also suited for mass
production without increasing the synthesis temperature to the
level of a solid-state reaction route and have been used to
synthesize non-carbon supports for PEFCs; however, the batch
size is frequently not reported. Examples of studies reporting
the batch size include 10 g of Sny ¢6Sby. 040, particle supports
synthesized with a flame combustion route,’* 2 g of Ti, O,
synthesized via a carbothermal reduction reaction route,*® and
2 g of (Tio.91Vo.00)s07 produced by a solid-state reaction.** There
should be considerable interest both in the batch size itself and
difficulties for increasing it. For example, vanadium doping
increased the batch size of Ti,O;, although excessive amounts
of vanadium dopants formed a Ti,O; phase rather than the
target Ti,05.*

(4) Carbon-free microporous layers and GDLs

As shown by Ioroi's early work on Pt/Ti,O, cathodes® and
Ramani's work on Pt/TRO cathodes,* conventional carbon-
based microporous layers on GDLs and/or GDLs themselves
are oxidized at high potential, complicating the evaluation of Pt/
non-carbon catalyst durability. Although carbon papers have
been used as GDLs in the latest FCVs produced by multiple
companies,**° the use of carbon-free GDLs should be the
focus of research in academia to help understand the
phenomena in Pt/non-carbon catalyst layers at high potentials.

For carbon-supported Pt>*'*** and X-Pt core-shell (X = Ni,
Cu, Pd, Co, Ag, Au)** nanoparticle catalysts, theoretical
modeling has been performed to clarify their degradation
mechanisms. Particularly, the diameter of Pt in Pt/C*** and the
thickness of the Pt shell in X-Pt/C*** significantly affected the
dissolution rate of Pt and the resulting ECSA after ADTs. Similar
theoretical modeling studies on Pt/non-carbon or Pt-alloy/non-
carbon catalysts with various degrees of SMSIs and various
amounts of leached metals from the supports are expected.

5 Conclusions

Carbon-support-free Pt/Pt-alloy and non-Pt catalysts for use in
PEFCs are reviewed in this paper. Particular attention is placed
on automotive PEFCs, where lower Pt loading, lower catalyst
mass, and a lower cost of materials and operations are required
compared with currently available Pt/C anode and PtCo/C
cathode catalysts to allow their widespread use in LDVs/
MDVs/HDVs. Binary and nonbinary oxides show potential as
alternative stable supports to state-of-the-art carbon black,
reducing the system cost to protect carbon black from corrosion
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in anodes and cathodes. Their conductivity, more than six
orders of magnitude lower than that of carbon black, has been
increased by different routes including foreign metal doping
and the formation of suboxides. Binary and ternary nitrides
have also been developed, although their variety is limited
compared with oxide supports for TiN-based materials, owing
to the poorer particle conductivity and stability of other nitrides.

Over the last two decades, more effort has been devoted to
developing cathode supports than their anode counterparts.
Various non-carbon supports have been developed and they
display a single-cell performance similar to that of commercial
Pt/C catalysts under some conditions. Examples of Pt-based
catalysts that have shown this performance and even higher
durability at the cathode during startup/shutdown cycles include
Magneli-phase Ti,O;, metal-doped TiO,, and metal-doped-SnO,-
supported catalysts. Pt/Ti,O; also exhibited higher durability
against cell reversal at the anode than Pt/C. The excellent activity
and durability of these systems are mostly ascribed to SMSIs
between Pt particles and metals in the oxide supports, although
the mechanism around the d-band center is still under debate.
Cathode carbon corrosion during the startup/shutdown is
caused by the ORR at the Pt-catalyst anode and has been sup-
pressed by a new approach within the last decade. Anode ORR
catalysis has been suppressed by developing HOR-selective
catalysts, leveling off the conductivity of supports by using
contaminated O, molecules, and by using a multifunctional
hydrogen reservoir layer to capture contaminated O,. Carbon-
support-free non-PGM catalysts have been developed only for
the cathode sides, where a larger PGM loading is needed
compared with the anode counterparts. Such ultimate catalysts
are attractive but limited to TiN-based materials owing to the
conductivity of other candidates. Oxide materials can be used as
supports for Pt particles as the conductivity of the Pt/oxide
catalyst is conferred by the Pt particles, whereas the conduc-
tivity of the supports themselves is too low to evaluate ORR
activity, even in a half-cell. Few single-cell results with TiN-based
non-PGM cathodes have been reported to date, and the catalysts
were mixed with carbon black in the catalyst layer to obtain more
than 1 A cm ™2 current density. This is because conductivity is still
insufficient for use in a single cell as the current density is three
orders of magnitude larger than that in a half-cell. Recent N, P, S-
tridoped TiO, catalysts supported on S-doped TiN are durable
against startup/shutdown cycles in a half-cell, although
conductivity issues still need to be overcome.

Remaining challenges for the use of carbon-support-free Pt
catalysts in future FCVs include reduction in Pt loading,
suppression of leaching metals from supports, and scalability.
Even state-of-the-art Pt/oxide catalysts rely on the conductivity of
Pt particles, and thus decreasing the MEA Pt loading to the target
set for the widespread use of FCVs (0.0625 mgp, cm™ >, corre-
sponding to 0.0125 and 0.05 mgp, cm > at the anode and
cathode, respectively) is highly challenging at this stage. When
the pressure applied to supports is <10 MPa, the conductivity
required for non-carbon supports to meet the stringent Pt
loading target will be similar to that of currently available carbon
black (of the order of 10 S cm ™). Metal leaching from supports
seriously degrades cell performance via a decrease in proton
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conductivity, with ion exchange of sulfonate groups in PFSI
catalyst layers and PFSI membranes, and even the production of
radicals. Recently developed Ta-TiO, radical scavengers are
potential supports to overcome the issue. The scalability of non-
carbon supports, which has seldom been reported in the litera-
ture, is particularly important for use in FCVs, and further
description of this aspect is needed. Pioneering studies have
revealed that carbon in microporous layers on GDLs and that in
GDLs are oxidized at high potential to form CO,. Non-carbon
GDLs are required to precisely evaluate the tolerance of non-
carbon supports in catalyst layers against high potential. Over-
all, the development of non-carbon materials after factoring
these challenges/issues may position these materials at a level
close to that needed for practical use in FCVs.
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