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Observation of the planar Hall effect in the
quasi-two-dimensional topological insulator
candidate Ni3Bi2Se2†

Yuzhe Ma,ab Wen Sun,ab Qiunan Xu,c Xinming Wang,bd Aisha Aqeelefg and
Guowei Li *ab

The observation of the planar Hall effect (PHE) sheds light on the spin textures and topological

characteristics of materials, indicating potential applications in quantum computing and electronic

devices. However, in bulk single crystals of topological insulators (TIs), where chiral anomaly is absent

and the contribution of topological surface states can be overlooked, the origin of the PHE remains

elusive. Here, we have obtained high-quality single crystals of Ni3Bi2Se2 and systematically investigated

their magneto-electric transport properties. The ordinary Hall resistivity reveals the simultaneous

presence of electrons and holes. A p-period PHE, which depends on the relative angle with the driving

electric and magnetic fields, has been observed, indicating the breaking of mirror reflection symmetry.

The angular dependence of in-plane anisotropic magnetoresistance and the field-dependent PHE signal

underscore the critical role of anisotropic orbital magnetoresistance. Our findings offer a platform for

deepening our understanding of the PHE and its underlying mechanisms in TIs.

Introduction

In-plane anisotropic magnetoresistance (PAMR) and the planar
Hall effect (PHE) refer to the variations in the in-plane long-
itudinal and transverse resistivity of a material, respectively, as
a function of the angle between the in-plane current and the
magnetic field. These phenomena have widespread application
in tunneling magnetoresistive devices, magnetic sensors, and
spintronic devices.1–4 The remarkable advancements in the
field of topological quantum matter over the last two decades

have sparked significant interest in investigating these effects.
In topological semimetals exhibiting a chiral anomaly, chiral
charges are transferred between two Weyl nodes of opposite
chirality when the electric and magnetic fields are coplanar.
The PHE manifests with an increasing magnetic field and has
also been considered as additional evidence for identifying the
Weyl/Dirac nature of materials, alongside negative magnetore-
sistance (NMR).5–11 To date, such phenomena have been docu-
mented in various topological semimetals, including ZrTe5,12

GdPtBi,7 WTe2,10 VAl3,13 and so on.14,15 Additionally, several
other physical mechanisms have been proposed to explain the
PHE, such as spin–orbit coupling, in-plane orbital magnetore-
sistance anisotropy, and anisotropic magnetic backscattering.

In contrast, topological insulators (TIs) do not inherently
exhibit a chiral anomaly, presenting a significant opportunity
to unravel the origin of the PHE. However, the observation of
the PHE and its origin within these materials remain obscure.
Taskin et al. suggested that the PHE in TIs could be due to the
anisotropic scattering rate, which stems from the anisotropic
polarization of magnetic impurities.16 However, Zheng et al.
proposed that the PHE mainly comes from anisotropic back-
scattering, which arises from the tilt of the Dirac cone with
nonlinear momentum terms induced by an in-plane magnetic
field.17 Beyond this, a quasi-classical theory related to Boltz-
mann transport equations was proposed, which indicates that
the PHE signal can be induced by the Berry curvature of the
conduction band in three-dimensional (3D) TIs even without

a CAS Key Laboratory of Magnetic Materials and Devices, Ningbo Institute of

Materials Technology and Engineering, Chinese Academy of Sciences,

Ningbo 315201, China. E-mail: liguowei@nimte.ac.cn
b University of Chinese Academy of Sciences, 19 A Yuquan Rd, Shijingshan District,

Beijing 100049, China
c Qingdao Institute for Theoretical and Computational Sciences Shandong

University, Qingdao 266237, China
d Public Technical Service Center, Ningbo Institute of Materials Technology and

Engineering, Chinese Academy of Sciences, Ningbo 315201, China
e Physics Department, Technical University of Munich, Garching, Germany
f Munich Center for Quantum Science and Technology (MCQST), Munich, Germany
g Institute of Physics, University of Augsburg, Augsburg, Germany

† Electronic supplementary information (ESI) available: Fig. S1–S7: EDX spec-
trum and elemental mapping images, XPS spectra, ordinary Hall resistivity,
planar Hall resistivity, the electronic band structure and the schematic single
crystal of Ni3Bi2Se2. Tables S1–S6: the parities for each time reversal invariant
momentum, crystallographic data, and EDX experimental data in Ni3Bi2Se2 single
crystal. CCDC 2367489. For ESI and crystallographic data in CIF or other
electronic format see DOI: https://doi.org/10.1039/d4tc01382d

Received 4th April 2024,
Accepted 18th July 2024

DOI: 10.1039/d4tc01382d

rsc.li/materials-c

Journal of
Materials Chemistry C

PAPER

Pu
bl

is
he

d 
on

 1
9 

lu
gl

io
 2

02
4.

 D
ow

nl
oa

de
d 

on
 2

3/
02

/2
02

6 
09

:2
6:

32
. 

View Article Online
View Journal  | View Issue

https://orcid.org/0000-0003-1837-3967
http://crossmark.crossref.org/dialog/?doi=10.1039/d4tc01382d&domain=pdf&date_stamp=2024-07-27
https://doi.org/10.1039/d4tc01382d
https://rsc.li/materials-c
https://doi.org/10.1039/d4tc01382d
https://pubs.rsc.org/en/journals/journal/TC
https://pubs.rsc.org/en/journals/journal/TC?issueid=TC012035


This journal is © The Royal Society of Chemistry 2024 J. Mater. Chem. C, 2024, 12, 13840–13846 |  13841

chiral anomaly.18 Recent research on Bi1.1Sb0.9Te2S has shown
that the spin-momentum locking surface states of the TI are
crucial for the PHE, which can be attributed to the differential
backscattering forbiddance for Dirac fermions of varying spins
under a planar magnetic field.19 Given the theoretical proposi-
tions and their associated controversies, there is a pressing
need to investigate new potential TI materials that exhibit
the PHE.

Compounds with the chemical formula M3A2B2 (where
M = Ni, Co, Rh, Pd, and Pt; A = In, Tl, Sn, Pb, and Bi; B = S
and Se) have garnered substantial interest for their complex
topological nature and unique physical properties. Examples
include the ferromagnetic Weyl semimetal Co3Sn2S2, notable
for its exceptionally large anomalous Hall conductivity, PHE,
and NMR.20–23 The kagome metals Ni3In2S2 and Pd3Bi2S2

are recognized for their infinite Dirac nodal lines, extraordina-
rily high mobility, and magnetoresistance (MR).24–26 Given
these precedents, the parkerite compound Ni3Bi2Se2 has
captured our interest because of the observation of
superconductivity.27 More recently, it has been predicted to
exhibit a 3D topological insulator phase.28,29 Moreover, first-
principles calculations predict that Ni3Bi2Se2 exhibits a three-
dimensional strong TI phase with Z2 invariants (1;111) (Table
S1, ESI†). This is distinct from the two-dimensional topological
insulator with a corresponding Chern invariant.30,31 This
makes it a promising platform for investigating the PHE
and other exotic physical phenomena, such as topological
superconductivity.

In this study, we have successfully synthesized Ni3Bi2Se2

single crystals using the Bi flux method and have comprehen-
sively characterized their transport properties. The MR demon-
strates notable anisotropy, reaching 12% for the magnetic field
perpendicular (B>) to the ab plane and approximately 1% for
the magnetic field parallel (B8) to the ab plane, under a 9 T
magnetic field at 2 K with the current flowing within the ab
plane. Additionally, a distinct PHE signal with p periodicity was

observed when the external magnetic field was applied in a
coplanar orientation with the current in the ab plane. Further
analysis indicates that the PHE is primarily due to the aniso-
tropy of the in-plane orbital magnetoresistance.

Experimental details

Ni3Bi2Se2 single crystals were synthesized using a flux growth
method, utilizing excess Bi as the flux. The starting materials
consisted of Ni powder (99.99% purity), Bi shot (99.99% purity),
and Se powder (99.99% purity), which were measured in a
molar ratio of 1 : 3 : 1.2. These materials were placed into a
fritted alumina crucible set (referred to as a Canfield Crucible
Set)32 and then sealed in a fused quartz tube under a partial
argon pressure. The tube was subsequently heated to 1000 1C
over 6 hours, maintained at this temperature for 20 hours, then
cooled to 900 1C over 4 hours and held at this temperature for
10 hours. Following this, it was slowly cooled to 550 1C at a rate
of 3 1C/hour. At this temperature, the remaining liquid was
separated from the crystals through a centrifugation process.33

The crystal structure of the as-grown single crystals was
determined using a Bruker D8 ADVANCE diffractometer
(Cu Ka radiation, l = 1.54178 Å) operating at a voltage of
40 kV and a current of 40 mA at 293 K. The single crystal
X-ray diffraction (SXRD) data of Ni3Bi2Se2 were collected using a
Bruker D8 VENTURE single crystal diffractometer with multi-
layer monochromatized Mo Ka radiation (l = 0.71073 Å) at
223 K, and the crystal structure was solved by direct methods
and refined by the full-matrix least-squares method on F2 with
the SHELXL software.34,35 The composition characterization
was carried out using a scanning electron microscope (SEM,
ZEISS EVO18) equipped with an energy-dispersive X-ray
spectroscopy (EDX) detector. For each of the two crystals from
the same batch, 5 spots in different regions were measured,
and the composition homogeneity of the crystal was deter-
mined by elemental mapping. The X-ray photoelectron
spectroscopy (XPS) spectra were obtained using an X-ray
photoelectron spectrometer (Axis Ultra DLD, Kratos). The
resistivity, MR, and ordinary Hall effect measurements were
performed using the standard six-probe technique in a
physical property measurement system (PPMS, quantum
design). The angle-dependent out-plane and in-plane trans-
port measurements (i.e., angular magnetoresistance (AMR),
PHE, and PAMR) were carried out using a PPMS by using a
rotation option. The rotator inset was used to tilt the angle
between the magnetic field and the current. To eliminate
the effect of non-uniform thickness, samples for all mea-
surements were cleaved from grown thicker crystals using a
bistoury. The electronic band structures are theoretically
studied using the Vienna Ab initio Simulation Package36

based on density functional theory. The exchange–correla-
tion potential was the generalized gradient approximation
of the Perdew–Burke–Ernzerhof functional, and the cutoff
energy was 400 eV. The k-mesh in the self-consistent process
was 8 � 8 � 8.
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Results and discussion

Millimeter-sized crystals with a silver-gray color were obtained, as
illustrated in the inset of Fig. 1a. X-Ray diffraction (XRD) analysis
indicates that Ni3Bi2Se2 crystallizes in a parkerite-type structure,
adopting the centrosymmetric monoclinic space group C2/m
(Fig. 1b). This structure is characterized by its pseudo-two-
dimensional nature, forming a 3D framework through Ni–Bi
(dNi–Bi = 2.75–2.87 Å) and Ni–Se (dNi–Se = 2.30–2.32 Å) bonds, which
are stacked in the direction perpendicular to the ab plane. Within
this structure, Ni atoms are coordinated by Se and Bi atoms,
with Ni–Ni bonding creating one-dimensional chains along the a-
axis. The X-ray diffraction pattern of the single crystal at room
temperature is shown in Fig. 1a, with all peaks indexed by (00l)
reflections, indicating the ab plane as the exposed surface. The
lattice parameters, determined from SXRD data, are a =
11.1858(5) Å, b = 8.1601(5) Å, c = 8.0756(5) Å, and Z = 4,
which align well with previous reports.27 More detailed
single crystal structure data are given in Tables S2–S5 (ESI†).
The EDX spectrum suggests that the atomic ratio of Ni:Bi:Se
(42.76%:28.72%:28.52%) in the as-grown Ni3Bi2Se2 closely
approximates the stoichiometric ratio (Fig. S1a, ESI†). Scanning
electron microscopy images and elemental mapping reveal
a uniform distribution of Ni, Bi, and Se within the crystal
(Fig. S1b and Table S6, ESI†). Additionally, the XPS survey
spectra (Fig. S2, ESI†) exhibit peaks at 853.5 eV (Ni 2p),
159.7 eV (Bi 4f), and 54.1 eV (Se 3d), demonstrating the
presence of Ni, Bi, and Se in the Ni3Bi2Se2 single crystal, which
are consistent with the results of EDX and SXRD.

Angle-dependent out-of-plane (Fig. 1c) and in-plane (Fig. 1d)
transport measurements were performed on a single crystal.
Fig. 2a displays the temperature-dependent resistivity of the
Ni3Bi2Se2 single crystal in the absence of a magnetic field. The
resistivity shows metallic-like behaviour with a residual-
resistance ratio (RRR) (r300K/r2K) of approximately 5, compar-
able to that observed in other parkerite-type compounds.37,38

This metallic-like behavior in topological insulators has been

identified in several materials, such as TaSe3, CaBi2, and
others, which is often attributed to the small energy gap.39–42

Quantitatively, the resistivity in the temperature range of
20–300 K can be accurately described using the Bloch–Grünei-
sen (BG) model (eqn (1)), as depicted by the red solid line in
Fig. 2a. This suggests that electron–phonon interaction is the
primary scattering mechanism:

rðTÞ ¼ r0 þ
T

yD

� �5

C

ðyD
T

0

z5

ez � 1ð Þ 1� e�zð Þdz (1)

where r0, C, and yD are the residual resistivity at 2 K, electron–
phonon interaction constant (a key parameter that controls the
thermal relaxation rate between the electron and the lattice),
and Debye temperature (the ratio of the energy corresponding
to the highest vibration frequency of atoms in the crystal to the
Boltzmann constant), respectively. The fitting parameters are
r0 = 31.25 mO cm, C = 258 mO cm, and yD = 180 K. The Debye
temperature is close to the data fitted by specific heat.27 We fit
the resistivity curves at lower temperatures (2 K o T o 20 K)
with the Fermi-liquid model using r(T) = r0 + ATm, as shown in
the inset of Fig. 2(a), obtained m equals to 2.21, which deviate
from the pure electron–electron (m = 2) and electron–phonon
(m = 5) interaction.43 The magnetic field dependence of MR,
which is defined by [r(B) � r(0)]/r(0) � 100%, with the B> ab
plane and the I8 ab plane at various temperatures, is depicted in
Fig. 2b. MR that transitions from linear to parabolic without
showing any signs of saturation, even at high magnetic fields
and temperatures, is observed. This behavior differs from the
weak anti-localization typically induced by topological surface
states in TIs. Given that a similar phenomenon has also been
observed in Bi-based semimetals,44–46 the MR in the Ni3Bi2Se2

crystal is inferred to originate from spin–orbit coupling inter-
actions. In addition, the MR decreases with increasing tem-
perature and reaches a minimum of B5% at 300 K under 9 T.
Fig. 2c exhibits the angle-dependent MR curves by clockwise
rotating the crystal in the zy plane under different magnetic
fields. The MR decreases with increasing angles and reaches a
minimum, which is 12% for y = 01 and about 1% for y = 901 at
2 K under 9 T, exhibiting a distinct anisotropy. No obvious NMR
is detected in the case when the magnetic field is parallel to the
current (y = 901). The continuous anisotropic MR is further
illustrated by a polar diagram, as displayed in Fig. 2d. The AMR
shows a gourd shape, reflecting the geometry of the Fermi
surfaces and their contribution to transport behavior. It can be
explained by the pseudo-two-dimensional crystal structure of the
Ni3Bi2Se2 single crystal. The ordinary Hall effect of Ni3Bi2Se2 at
different temperatures is displayed in Fig. 2e. The Hall resistivity is
found to be nonlinear and negatively correlated with the magnetic
field, indicating that two types of carriers are present, and the
electron-like carrier is dominant. According to the two-band model
(see Fig. S3 in the ESI†), the carrier concentration and mobility at
different temperatures obtained are shown in Fig. 2f, where nh =
6.89 � 1021 cm�3, ne = 3.71 � 1021 cm�3, me = 379.02 cm2 V�1 s�1,
and mh = 348.77 cm2 V�1 s�1 at 2 K.

Fig. 1 (a) The X-ray diffraction pattern of the Ni3Bi2Se2 crystal showing
(00l) (l = integer) diffraction peaks, and the upper inset shows the optical
image of the Ni3Bi2Se2 single crystal. (b) The schematic crystal structure of
Ni3Bi2Se2. (c) The device configuration for out-of-plane transport
measurement. (d) The schematic of the experimental configuration for
the PHE and PAMR measurement.
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To explore the in-plane transport properties, we system-
atically rotated the crystal clockwise in the xy plane under
various magnetic fields to induce the PHE and PAMR, respec-
tively. The magnetic field and current were aligned parallel to
the single crystal’s ab plane, with the angle between the
magnetic field and the current defined as b. It is important to
note that the observed PHE curves could be a composite of the
planar Hall signal and the ordinary Hall signal, due to the
potential out-of-plane component of the magnetic field. We
assessed the planar Hall resistivity under both positive and
negative fields and determined the average data. Moreover,
misalignment in the transverse Hall-bar setup can lead to the
appearance of both in-plane and out-of-plane longitudinal
resistivity components.13,47 Upon measuring several samples,
we observed that the peaks and valleys of the PHE curves are
positioned near 1351(3151) and 451(2251), respectively, as
shown in Fig. S4 (ESI†). This indicates that the contribution
from the out-of-plane longitudinal resistivity component can be
considered negligible. Furthermore, the in-plane longitudinal
resistivity component can be ruled out using the formula [rxy(b)
+ rxy(p � b)]/2. In addition, the PHE and the PAMR phenom-
enon were repeatable for different samples, see Fig. S5 (ESI†).

The angle-dependent intrinsic PHE under various magnetic
fields is presented in Fig. 3a. It was observed that the PHE curve
distinctly displays p periodicity with respect to the angle b. This
behavior can be interpreted under the theory of the PHE:18,48

rPHE
xy = �Dr sin b cos b (2)

where Dr = r> � r8 gives the resistivity anisotropy, r> and r8
are defined as the resistivity of B > I (b = 901) and B 8 I (b = 01),
respectively. Following this, we represented the PHE amplitude
as a function of the magnetic field based on the fitting results,
as illustrated in Fig. 3b. This relationship can be modeled
(depicted by the blue solid line) using a power law. From these
fittings, the power exponent is determined to be 1.29, which is
lower than those observed in topological materials exhibiting
chiral anomalies such as Te and MoTe2.17,49 It is well-
established that for the PHE driven purely by the chiral
anomaly, the amplitude of the PHE demonstrates quadratic
behavior at higher magnetic fields, while it adheres to linear
behavior at lower magnetic fields. This is contingent upon the
comparative relationship between the magnetic field-induced
length scale (La) and the chiral charge diffusion length (Lc).50

However, the significant deviation of the power exponent from
expected values suggests that the PHE signal in the Ni3Bi2Se2

single crystal cannot be solely attributed to the chiral anomaly.
It is important to note that the reciprocal of La signifies the
coupling strength between trivial electric and chiral charges,
which is further elucidated by the temperature dependence of
the PHE amplitude. To delve deeper into the PHE behaviour, we
analyzed the temperature-dependent PHE amplitude under 9 T,
derived from the fitting data shown in Fig. 3c, and the findings
are presented in Fig. 3d. Below 50 K, the PHE amplitude
initially decreases sharply with temperature and then, above
50 K, it tapers off more gently up to 150 K. This trend suggests
the persistence of PHE signals at elevated temperatures. The

Fig. 2 (a) The temperature-dependent resistivity of the Ni3Bi2Se2 single crystal measured with the I8 ab plane. The red solid line indicates the fitting by
the BG model for T Z 20 K. The inset shows the enlargement of low-temperature (2 K o T o 20 K) resistivity and the corresponding fitting. (b) The MR as
a function of the magnetic field at different temperatures with I8 ab for the B> ab plane. (c) The magnetic field-dependent MR of the Ni3Bi2Se2 single
crystal at different angles at 2 K. (d) The angle-dependent AMR at 2 K under different magnetic fields presented by a polar plot. (e) The magnetic field-
dependent ordinary Hall resistivity at different temperatures. (f) The temperature-dependent carrier concentrations (nh and ne) and mobilities (mh and me)
were obtained from the two-band fitting.
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uniformly declining trend across the temperature range inves-
tigated implies the absence of electric and chiral charge cou-
pling in the Ni3Bi2Se2 single crystal. In addition, what we
observed in Fig. 3d is different from that of topological semi-
metals with the chiral anomaly, such as Cd3As2.17 In materials
such as Cd3As2, within the low-temperature region, the ampli-
tude of the PHE exhibits a minimal variation with increasing
temperature. Conversely, in the high-temperature region, the
PHE amplitude decreases significantly, a phenomenon typically
ascribed to the thermal fluctuation effect.

Indeed, several mechanisms, apart from the chiral
anomaly,51 have been identified to contribute to the observed
PHE, including anisotropic orbital magnetoresistance arising
from Fermi pocket anisotropy, topological surface states char-
acterized by spin-momentum locking,18,52,53 and anisotropic
magnetic scattering.54 Given that Ni3Bi2Se2 is a non-magnetic
material, the possibility of magnetic scattering contributing to
the PHE can be excluded. Furthermore, the higher carrier
density (Fig. 2f) suggests that the surface states of this material
are likely submerged within the bulk, implying a minimal or
even a negligible influence of topological surface states on its
transport properties. The small or negligible topological surface
states can also be reflected in the electronic band structure of
Ni3Bi2Se2 (Fig. S6, ESI†). The bulk states with no global band
gap and wide fluctuations will cover the surface state when
projected the band structure onto the surface. At the same time,
the DOS of the bulk state is far greater than the DOS of the
surface state. Consequently, the origin of the PHE in this
context requires further examination and clarification.

The angle-dependent in-plane resistivity under varying mag-
netic fields at 2 K is depicted in Fig. 4a. The in-plane resistivity
adheres to a strict cos2 b tendency with a period of p and can be
accurately modeled using the equation provided (eqn (3)), as
represented by the blue solid lines:

rxx = r> � Dr cos2 b (3)

It has been observed that the resistivity gradually increases
with increasing magnetic fields when B is parallel to I (b = 01 or
1801), a finding consistent with those presented in Fig. 2c and
in contradiction to the NMR typically associated with the chiral
anomaly. The obvious in-plane anisotropy in Ni3Bi2Se2 may be
ascribed to the anisotropic Fermi surface induced by in-plane
anisotropy of the crystal structure, as depicted in Fig. S7 (ESI†).
The amplitudes of in-plane resistivity, extracted from Fig. 4a,
are plotted as a function of the magnetic field in Fig. 4b and can
be well-fitted by the relationship Drxx p B1.34. This is similar to
the fitting results from the Dryx � B curve (Fig. 3b), affirming
the reliability of our measurements and analysis. Fig. 4c pre-
sents the parameters related to r8 and r> at 2 K, derived from
the fitting results using eqn (3). For B parallel to I, r8 exhibits a
slight increase with an intensifying magnetic field. Conversely,
a noticeable enhancement in r> is observed when B is
perpendicular to the I plane, indicating the potential presence
of orbital magnetoresistance in the Ni3Bi2Se2 single crystal,
primarily originating from the anisotropy of transport para-
meters such as effective mass, scattering time, and mobility.55

For a deeper analysis of the potential physical mechanism
underlying the PHE signal, we plotted the amplitude of the PHE
against the in-plane resistivity of the Ni3Bi2Se2 crystal under
various magnetic fields and b as a parameter (Fig. 4d). The
plots exhibit a ‘‘shock-wave’’ pattern and expand in the form of
prolate ellipsoids towards larger resistivity values. Typically, in
compounds where the pure chiral anomaly dominates, the
orbit size increases more towards larger rxx with an increasing
magnetic field, due to the pumping of quasi-particles between
Landau levels of opposite chirality. The parametric plot pattern
usually displays concentric circles that expand uniformly with

Fig. 3 (a) The angle-dependent planar Hall resistivity and the corres-
ponding fitting curves under different magnetic fields at 2 K. (b) The
magnetic-field-dependent amplitude of the PHE extracted by fitting the
curves in (a) via theoretical equations. (c) The PHE data and the corres-
ponding fitting curves at various temperatures under 9 T. (d) The
temperature-dependent amplitude of the PHE extracted from the fitted
curves in (c).

Fig. 4 (a) The angle dependence of planar resistivity under different
magnetic fields at T = 2 K. (b) Magnetic field dependence of resistivity
amplitude extracted from the fitting curves in (a), and the solid curve is the
power law fitting result. (c) Magnetic field dependence of r> and r8 at 2 K.
The blue line represents the power law fitting results. (d) Parametric plots
of the planar Hall resistivity and planar resistivity showing the orbits at 2 K.
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increasing fields due to the equilibrium effect of quasi-particle
scattering between the charge and chiral pockets, observed in
materials like GdPtBi, Na3Bi, etc.7 In the case of the anisotropic
orbital magnetoresistance mechanism, when the magnetic
field is in-plane, the orbit starts with a small rxx and gradually
expands to a larger rxx with increasing magnetic fields, forming
a shock wave shape. Thus, the shock-wave pattern observed in
our sample further supports the hypothesis that the PHE may
be attributed to anisotropic orbital magnetoresistance.

To date, while the PHE curves seem to align well with
equations associated with the chiral anomaly, all indications,
such as the absence of negative magnetoresistance and the
shock wave pattern, suggest that the chiral anomaly does not
primarily account for the PHE signal. Instead, anisotropic
orbital magnetoresistance appears to play a significant role in
the PHE observed in the Ni3Bi2Se2 single crystal. Additionally,
Nandy et al. posited that the presence of surface-state transport
in topological insulators is not a prerequisite for the occurrence
of the PHE, which may instead be driven by the Berry curvature
of the conduction band. To unequivocally ascertain the
origin of the PHE signal, further studies are warranted. These
should include the calculations of the electronic band struc-
ture, investigation of the morphology and anisotropy of the
Fermi pockets in Ni3Bi2Se2, and experiments focusing on the
PHE phenomenon in thin films of varying thicknesses and
orientations.

Conclusions

In this study, we provide a comprehensive analysis of the
transport properties of the topological insulator candidate
Ni3Bi2Se2 single crystal. The ordinary Hall measurements high-
light the simultaneous presence of both electrons and holes
within the crystal. Furthermore, we observed a significant
PHE and PAMR with a p period, occurring concurrently
under coplanar electric and magnetic fields. The parametric
plot reveals a shock-wave pattern, indicating that the
observed PHE in Ni3Bi2Se2 primarily arises from in-plane
orbital magnetoresistance, as opposed to the chiral anomaly
typically associated with NMR. Our results lay the groundwork
for further theoretical exploration of the PHE in topological
insulators, which is crucial not only for uncovering new physi-
cal mechanisms but also for the development of potential
applications.
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