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High-efficiency ammonia electrosynthesis from
nitrate on ruthenium-induced trivalent cobalt
sites†
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Electrocatalytic nitrate reduction to ammonia holds significant potential for sustainable ammonia

production and nitrate-rich wastewater treatment. However, the low catalytic efficiency and limited

understanding of catalyst evolution hinder its further advancement, particularly at low nitrate concentrations.

Here, we report a Ru-doped Co(OH)2 nanoarray that achieves a high ammonia faradaic efficiency of B96%

and a large ammonia yield rate of B56 501 mg h�1 cmgeo
�2 at �0.48 V versus reversible hydrogen electrode

under wastewater-relevant nitrate concentrations. Ex situ X-ray absorption spectroscopy and X-ray diffraction

measurements reveal the dynamic redox behavior of Co(II)/Co(III) sites, driven by Ru-catalyzed hydroxide

oxidation and electroreduction. Mechanistic insights from in situ Raman spectroscopy and electron

paramagnetic resonance spectroscopy indicate that Ru doping generates more hydrogen radicals, thus

facilitating the formation of intermediate HNO species at Co(III) sites. Additionally, the practical applicability

and economic feasibility of electrocatalytic nitrate reduction to ammonia are underscored by an integrated

membrane electrode assembly system and a techno-economic analysis.

Broader context
Electrocatalytic nitrate reduction offers a sustainable alternative to conventional ammonia production while addressing nitrate pollution in wastewater. However, most
research to date has focused on high nitrate concentrations, leaving a significant gap in understanding the structural evolution of catalysts and the underlying reaction
mechanisms under wastewater-relevant conditions. This study presents a ruthenium-doped cobalt hydroxide catalyst that achieves a remarkable ammonia faradaic
efficiency of B96% and a large ammonia yield rate of B56 501 mg h�1 cmgeo

�2 at wastewater-relevant nitrate concentrations. By leveraging advanced spectroscopic
techniques, the work provides fundamental insights into the dynamic redox behavior of Co(II)/Co(III) sites and the role of Ru in enhancing hydrogen radical generation,
which facilitates nitrate-to-ammonia conversion. Additionally, the study underscores the practical viability of this approach through an integrated membrane electrode
assembly system and a techno-economic analysis, bridging the gap between fundamental research and real-world implementation.

Introduction

Ammonia (NH3), with an annual global demand exceeding
150 million tonnes, serves as an essential foundation for

nitrogen fertilizer production and is considered as a promising
carbon-free energy carrier for a sustainable future.1–3 Industrial
NH3 synthesis is driven by the Haber–Bosch process, an energy-
intensive approach that relies on hydrogen feedstock and
contributes significantly to greenhouse gas emissions, making
it environmentally unsustainable.4,5 In contrast, the electro-
chemical nitrogen reduction reaction offers a promising alter-
native to the conventional Haber–Bosch process but is
hindered by a low faradaic efficiency (FE) and limited NH3

yield rate, primarily due to the high bond energy of the NRN
bond (941 kJ mol�1).6–9 Nitrate (NO3

�), a prevalent pollutant in
industrial and agricultural wastewater, represents a more acces-
sible target for reduction owing to its high solubility and low
bond energy of the NQO bond (204 kJ mol�1).10–12 Although
substantial advancements have been made in the development
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of efficient catalysts for the electrochemical NO3
� reduction

reaction (NO3RR),13–17 these studies have predominantly been
conducted at high NO3

� concentrations (Z0.1 M), where
competing reactions are minimized. In fact, practical NO3

�

sources, including industrial wastewater and polluted ground-
water, often exhibit low NO3

� concentrations ranging from
hundreds to thousands of ppm.18,19 Therefore, the develop-
ment of highly active electrocatalysts capable of achieving
exceptional NH3 yield rates and FEs from low-concentration
NO3

� remains a critical challenge.
Cobalt-based electrocatalysts, particularly cobalt hydroxide,

are recognized as active and selective candidates for the NO3RR,
owing to cobalt’s abundant vacant sp3 orbitals that enhance NO3

�

adsorption.20–25 Notably, cobalt hydroxide often undergoes
dynamic structural evolution along with the changes of the
applied potential. Luo et al. demonstrated that a metallic Co
nanoarray derived from cobalt hydroxide exhibits excellent
NO3

� reduction activity, attributed to Co enhancing interactions
between the surface-adsorbed *H2O and nucleophilic *N, *NH,
and *NH2 species.23 Pan et al. further revealed that precise control
over the reconstruction of cobalt hydroxide can significantly
enhance both activity and stability in the NO3RR.24 However, the
structural evolution of cobalt-based catalysts and the identification
of Co active sites in the NO3RR remain controversial. While surface
reconstructions of electrocatalysts have been widely reported,26–29

the dynamic structural evolution and reaction mechanisms in the
NO3RR, especially at low NO3

� concentrations, remain poorly
understood, yet are crucial.

Herein, we report a high-performance Ru-doped Co(OH)2 nano-
sheet electrocatalyst on carbon cloth (Ru–Co(OH)2/CC) for the
NO3RR, achieving a large NH3 yield rate of B56 501 mg h�1 cmgeo

�2

and a high FE of B96% at low NO3
� concentrations. Ex situ X-ray

absorption spectroscopy (XAS) and X-ray diffraction (XRD) studies
elucidate the dynamically existing Co(III) sites on the Ru–Co(OH)2

surface during the NO3RR. In situ Raman spectroscopy and electron
paramagnetic resonance (EPR) spectroscopy results confirm that
the enhanced generation of hydrogen radicals at Ru sites promotes
a more efficient conversion of NO3

� into HNO* intermediates at
Co(III) sites. Additionally, we demonstrate the successful conversion
of NO3

� into practical NH3 products with a nearly unchanged
FE (490%) in a membrane electrode assembly (MEA) system.
A preliminary techno-economic assessment (TEA) underscores
the economic viability of producing NH3 through the NO3RR,
further highlighting its potential for scalable applications.

Results and discussion
Synthesis and characterization

Ru–Co(OH)2/CC was synthesized through a two-step procedure
of electrodeposition followed by an ion-exchange process
(see methods for details). The XRD patterns of Co(OH)2/CC
and Ru-x-Co(OH)2/CC (x = 0.2, 1, 5, and 10, where x denotes the
RuCl3 solution concentration in mM) are shown in Fig. 1a.
Both Co(OH)2/CC and Ru-x-Co(OH)2/CC exhibit the charac-
teristic crystal structure of a-Co(OH)2, with NO3

� serving as

the interlayer anion.30 No diffraction peaks corresponding to
Ru species (such as Ru or RuO2) are observed. Scanning electron
microscopy (SEM) images of Ru-x-Co(OH)2/CC (Fig. S1, ESI†) show
the uniform growth of densely arranged nanosheets across the CC
substrate. Similarly, transmission electron microscopy (TEM)
analysis (Fig. S2, ESI†) highlights the presence of ultrathin
nanosheets, confirming that the Co(OH)2 nanosheet morpho-
logy is preserved after the cation exchange process. Cyclic
voltammetry (CV) curves for pristine and cycled Co(OH)2/CC
and Ru-x-Co(OH)2/CC, collected in Ar-saturated 1 M KOH
containing 2000 ppm NO3

�, are shown in Fig. S3 (ESI†).
Although Co(OH)2/CC shows a decrease in current density after
the 2nd cycle, Ru-x-Co(OH)2/CC maintains an increased current
density after the 1st cycle. All Ru-x-Co(OH)2/CC samples show a
higher current density in the 100th cycle than in the 1st cycle
(Fig. 1b), indicating substantial reconstruction, with the opti-
mal enhancement observed at x = 5. Ru-5-Co(OH)2/CC achieves
the lowest potentials of 163, 246, and 415 mV at 100, 200, and
400 mA cm�2, respectively, after 100 CV cycles (Fig. 1c). Further-
more, the activity enhancement for Ru-x-Co(OH)2/CC remains
minor in the absence of NO3

� (Fig. S4, ESI†). Characterization
of Ru-5-Co(OH)2/CC before and after CV cycling was conducted
to evaluate structural transformations. The XRD patterns of
Ru-5-Co(OH)2/CC before and after CV cycling display charac-
teristic peaks of a-Co(OH)2 and b-Co(OH)2 in the early stages,
with these phases fully transitioning to the b-Co(OH)2 phase
after the 50th cycle in Ar-saturated 1 M KOH solution contain-
ing 2000 ppm NO3

� (Fig. S5, ESI†). A phase of CoO(OH) (JCPDS
No. 72-2280) appeared as early as the 10th CV cycle for Ru-5-
Co(OH)2/CC, while no such phase was observed for Co(OH)2/CC
during CV cycling (Fig. S6, ESI†). High-resolution TEM
(HRTEM) images revealed a new crystal lattice with a spacing
of 0.242 nm, corresponding to CoO(OH) (100), in Ru-5-Co(OH)2/
CC after the 10th CV cycle in Ar-saturated 1 M KOH solution
containing 2000 ppm NO3

� (Fig. 1d). SEM and the related
elemental mapping images confirm that Ru-5-Co(OH)2 nano-
sheet arrays remain intact after the 10th CV cycle (Fig. S7, ESI†).
X-ray absorption near-edge structure (XANES) analysis at the Co
K-edge was performed to explore the electronic states of Co in
Ru-5-Co(OH)2/CC. Fig. 1e shows that the absorption edge shifts
to a higher energy from the pristine Ru-5-Co(OH)2/CC to the
10th cycled Ru-5-Co(OH)2/CC, indicating an increase in the Co
oxidation state.31–33 With increasing CV cycles, although the
absorption edge gradually shifts back to lower energy, it remains
higher than that of the pristine material, which indicates a
dynamic evolution of the Co oxidation state during cycling.
Fig. S8 (ESI†) further shows a consistent shift in the absorption
edge towards the lower wavelength regime as the number of cycles
increases, suggesting a progressive decrease in the Co oxidation
state of Co(OH)2/CC during the NO3RR. To offer comprehensive
insights into the R- and k-space, wavelet transform (WT) analysis
was applied to the extended X-ray absorption fine structure
(EXAFS) spectra, as shown in Fig. 1f. The WT contour plot of
Ru-5-Co(OH)2/CC before and after CV cycling exhibits two
intensity maxima at approximately 5.0 Å�1 and 7.1 Å�1, attrib-
uted to the Co–O and Co–Co contributions, respectively.34–36
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Notably, after CV cycling, the Co–O path shows a slight shift to
higher k-space in the WT contour plots, which is attributed to
the incorporation of O in the first coordination shell of Co
atoms.35 Based on these results, the phase translation hypoth-
esis for Ru–Co(OH)2/CC during the NO3RR is summarized in
Fig. S9 (ESI†).

Electrochemical NO3RR performance

The synthesized samples were evaluated for the NO3RR in an
Ar-saturated 1 M KOH solution with or without the NO3

�

electrolyte. A NO3
� concentration of 2000 ppm, which is

representative of industrial wastewater levels, was employed
in the electrolyte.37 All linear sweep voltammetry (LSV) curves
were obtained after repeated CV cycling until stabilization,
ensuring the complete phase transition of materials. The LSV
curve of Ru–Co(OH)2/CC exhibits superior NO3RR performance,
with a large current density (Fig. 2a). EIS analysis confirmed
that Ru–Co(OH)2/CC exhibited minimal charge transfer resis-
tance, signifying its high efficiency in electron transfer
(Fig. S10, ESI†). Ru–Co(OH)2/CC also exhibits an enhanced
electrochemical active surface area (ECSA) (Fig. S11, ESI†), as
evidenced by the double-layer capacitance obtained from cyclic

voltammograms, indicating that Co(OH)2 nanosheets doped
with Ru process the maximum reactive area.38 Moreover, the
ECSA-normalized current density of Ru–Co(OH)2/CC was
higher than that of Co(OH)2/CC (Fig. S12, ESI†), indicating that
the superior NO3RR performance arises from an intrinsic
activity induced by Ru doping rather than an enlarged surface
area.39 A NO3RR performance comparison of Ru–Co(OH)2/CC
prepared using RuCl3 solution concentrations of 0.2, 1, 5, and
10 mM during the ion-exchange process was systematically
conducted. Among the tested samples, Ru-5-Co(OH)2/CC exhib-
ited the lowest Tafel slope of 145.2 mV dec�1 (Fig. S13, ESI†),
indicating the most efficient electron transfer kinetics during
the NO3RR. The enhanced NO3RR activity of Ru-5-Co(OH)2/CC
is also attributed to its reduced charge transfer resistance, as
demonstrated in Fig. S14. In this study, NH3, NO2

�, and
residual NO3

� were quantified using UV-vis spectrophotometry
(Fig. S15–S17, ESI†). As shown in Fig. S18 (ESI†), Ru-5-Co(OH)2/
CC maintained high NH3 yield rates and FEs across a wide
potential range, outperforming other Ru-x-Co(OH)2/CC electro-
des. Consequently, a 5 mM ion-exchange concentration was
selected as the optimal synthesis condition. A control sample of
commercial Ru nanoparticles on carbon cloth (Ru/CC) was also

Fig. 1 Phase transitions on Ru–Co(OH)2/CC during the NO3RR. (a) XRD patterns of Co(OH)2/CC and Ru-x-Co(OH)2/CC. (b) CV curves of Co(OH)2/CC
and Ru-x-Co(OH)2/CC in Ar-saturated 1 M KOH solution containing 2000 ppm NO3

� with a scan rate of 50 mV s�1. (c) Potential comparison of different
current densities. (d) HRTEM images of pristine Ru-5-Co(OH)2/CC and the 10th cycled Ru-5-Co(OH)2/CC. (e) Normalized Co K-edge XANES spectra and
(f) WT-EXAFS plots of the pristine and cycled Ru-5-Co(OH)2/CC.

Energy & Environmental Science Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

3 
m

ag
gi

o 
20

25
. D

ow
nl

oa
de

d 
on

 2
1/

03
/2

02
6 

11
:3

3:
38

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5ee01585e


This journal is © The Royal Society of Chemistry 2025 Energy Environ. Sci., 2025, 18, 5622–5631 |  5625

characterized (Fig. S19, ESI†). Additional samples with alter-
native noble metal dopants, including Pd, Ir, and Rh, were also
prepared and characterized (Fig. S20–S22, ESI†). As shown in
Fig. S23 and S24 (ESI†), Ru–Co(OH)2/CC consistently outper-
formed Pd–Co(OH)2/CC, Ir–Co(OH)2/CC, and Rh–Co(OH)2/CC
in terms of the current density, NH3 yield rate, and NH3 FE.
Fig. 2b shows the potential-dependent NH3 FEs obtained
for Ru–Co(OH)2/CC, Co(OH)2/CC, and Ru/CC. Remarkably,
Ru–Co(OH)2/CC achieved a maximum NH3 FE of B96% at
�0.48 V and sustained a high FE across a broad potential
window, significantly outperforming Co(OH)2/CC. The NH3

yield rates shown in Fig. 2c further demonstrate the enhanced
NH3 yield rate of Ru–Co(OH)2/CC. With increasingly nega-
tive applied potentials, Ru–Co(OH)2/CC delivered a high NH3

yield rate of B56 501 mg h�1 cmgeo
�2 with a large NH3 partial

current density of �602.8 mA cmgeo
�2 at �0.48 V vs. RHE,

outperforming Co(OH)2/CC (27 857.3 mg h�1 cmgeo
�2) and

Ru/CC (3244.3 mg h�1 cmgeo
�2) (Fig. 2d). The onset potential

and half-cell energy efficiency (EE) of Ru–Co(OH)2/CC were
0.04 V vs. RHE and 30.4%, respectively, both significantly more
favorable than those of Co(OH)2/CC (�0.15 V vs. RHE and
24.3%) and Ru/CC (�0.08 V vs. RHE and 3.5%) (Fig. 2e and
Fig. S25, ESI†). The key performance parameters are summar-
ized in Fig. 2f and Table S1 (ESI†), alongside comparisons with
recent reports. To eliminate the potential interference from the
electrocatalyst or external environment, we performed isotope-
labeling experiments using 15N-labeled NO3

� as the reagent.
Unlike 14NH4

+, which exhibited three peaks in the 1H NMR
spectra, only the characteristic doublet peaks of 15NH4

+ were
observed when 15NO3

� was used as the nitrogen source (Fig. 2g).
This result confirms that NH3 production resulted from NO3

� in
the electrolyte. The NMR-derived 14NH3 yield rates were consistent
with UV-vis results (Fig. S26, ESI†), confirming the reliability of the
quantification methods. To demonstrate the broad adaptability of

Fig. 2 Electrocatalytic NO3RR performance. (a) Polarization curves of Ru–Co(OH)2/CC, Co(OH)2/CC, Ru/CC, and CC measured with and without 2000
ppm NO3

� in Ar-saturated 1 M KOH solution. (b) FEs of NH3 and the (c) yield rates of NH3 and NO2
� for Ru–Co(OH)2/CC, Co(OH)2/CC, and Ru/CC.

(d) Partial current densities and (e) energy efficiency of NH3 for Ru–Co(OH)2/CC, Co(OH)2/CC, and Ru/CC. (f) Comparison of NO3RR performance over
Ru–Co(OH)2/CC with recently reported catalysts. (g) NMR spectra of the products generated during the NO3RR with Ru–Co(OH)2/CC in Ar-saturated
1 M KOH with 2000 ppm K15NO3 or 2000 ppm K14NO3 at �0.48 V vs. RHE. (h) The time-dependent concentration of NO3

�, NO2
�, and NH3 over

Ru–Co(OH)2/CC at �0.48 V vs. RHE. (i) NH3 yield rates and FEs on Ru–Co(OH)2/CC under the potential of �0.48 V vs. RHE during 12 periods of the
30-min NO3RR.
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Ru–Co(OH)2/CC, we evaluated its performance across a range of
NO3

� concentrations. In addition to the 2000 ppm (32.3 mM)
level, we selected 10 mM and 100 mM NO3

� to represent typical
NO3

� concentrations found in household wastewater and heavy
industrial effluents, respectively. Remarkably, Ru–Co(OH)2/CC
achieved impressive NH3 FEs of 85.8% and 98.9% in an
Ar-saturated 1 M KOH solution containing 10 mM and 100 mM
NO3

�, respectively (Fig. S27, ESI†). Moreover, the catalytic
activity of the Ru–Co(OH)2/CC under the neutral conditions
was further evaluated. Such Ru–Co(OH)2/CC exhibited a com-
parable NH3 yield rate (7279.07 mg h�1 cmgeo

�2) and FE (88.5%)
to that of under the alkaline conditions (Fig. S28, ESI†).
To assess its practical viability, the NO3

� removal capacity in
simulated wastewater containing 2000 ppm NO3

� was evalu-
ated (Fig. 2h and Fig. S29, ESI†). Notably, NO3

� and NO2
� were

reduced to levels below the World Health Organization drink-
ing water standards within 70 min, while maintaining the
NH3 FE above 90%, demonstrating excellent NO3

� wastewater
treatment capabilities.40 This rapid and efficient reduction
highlights the potential of Ru–Co(OH)2/CC for real-world appli-
cations in wastewater treatment. Furthermore, the durability of
Ru–Co(OH)2/CC for the NO3RR was confirmed through con-
secutive electrolysis cycles. As shown in Fig. 2i, the NH3 yield
rates and FEs were consistently maintained over 12 cycles,
indicating good stability. XRD, high-resolution X-ray photo-
electron spectroscopy, SEM, and TEM analyses further demon-
strated the high stability of Ru–Co(OH)2/CC during the NO3RR
(Fig. S30–S33, ESI†).

Reaction mechanism analysis

To analyze the properties of electrode/electrolyte interfaces
during the NO3RR, operando EIS measurements were performed
at different potentials. As shown in Fig. S34 (ESI†), the cathodic
resistance comprises four components. The generation of H* via
water dissociation (Volmer step) occurs in the low-frequency range
(o100 Hz), whereas the subsequent consumption of H* (Heyr-
ovsky step) occurs in the middle-frequency range (100 to 102 Hz).41

The charge-transfer resistance observed in the Nyquist plots of
Ru–Co(OH)2/CC is smaller than that of Co(OH)2/CC under the
same bias, indicating that Ru–Co(OH)2/CC exhibits a faster charge
transfer rate during the NO3RR (Fig. S35, ESI†).42 As reported, the
phase angle provides insights into the proportion of charges
participating in the catalytic process, where smaller phase angles
indicate a higher involvement of charges in the faradaic process.43

The peak intensities of Ru–Co(OH)2/CC are lower than those of
Co(OH)2/CC and shift to much lower frequencies from 0.1 to
�0.4 V vs. RHE (Fig. 3a and b). This shift confirms that Ru doping
not only slows the Heyrovsky step but also inhibits H2

generation,44 enabling more efficient capture of H* by NO3
� for

NH3 formation. As shown in Fig. 3c, within the potential window
of 0.3 to�0.4 V vs. RHE, the smaller phase angles of Ru–Co(OH)2/
CC in the middle-frequency region (around 101 to 102 Hz)
demonstrate enhanced charge transfer and fast NO3RR kinetics,
directly attributable to the effect of Ru doping.45 Further insights
were obtained using quasi EPR spectroscopy to investigate the
generation and consumption of hydrogen radicals during the

NO3RR. As shown in Fig. 3d, after electrolysis in Ar-saturated
1 M KOH solution, Ru–Co(OH)2/CC exhibits significantly stronger
DMPO–H signals than Co(OH)2/CC, indicating that Ru–Co(OH)2/
CC favors water dissociation and promotes the formation of active
hydrogen necessary for protonation. While Co(OH)2/CC exhibited
slightly reduced DMPO–H signals, nearly all DMPO–H signals for
Ru–Co(OH)2/CC disappeared, suggesting the rapid consumption
of hydrogen radicals on Ru–Co(OH)2/CC to enhance NO3RR
hydrogenation energetics. The open-circuit potential (OCP), which
reflects changes in absorbates within the Helmholtz layer, was
measured to evaluate the NO3

� adsorption behavior (Fig. 3e).46

A significant decrease in the OCP (B50.1 mV) was observed for
Ru–Co(OH)2/CC after adding 2000 ppm NO3

�, compared to that
for Co(OH)2/CC (B0.6 mV), indicating that Ru doping enhances
NO3

� adsorption on the catalyst. To investigate surface phase
evolution, in situ Raman spectroscopy was conducted at various
applied potentials (Fig. S36, ESI†). For Ru–Co(OH)2/CC (Fig. 3f),
the stretching vibration peak at 527 cm�1, attributed to Co(OH)2,
was observed. At �0.2 V vs. RHE, a new peak at 509 cm�1,
corresponding to CoO(OH), appeared, suggesting partial
oxidation of Co2+ to Co3+.47,48 In contrast, the Raman spectra of
Co(OH)2/CC showed no CoO(OH)-related peaks, with the Co(OH)2

peak at 527 cm�1 remaining unchanged across applied potentials
(Fig. 3g). Additionally, the Raman peaks at 688 cm�1, corres-
ponding to the Co–O vibration, diminished with increasingly
negative potentials (0 V to �0.9 V vs. RHE). This phenomenon
was also observed in Ar-saturated 1 M KOH solution (Fig. S37,
ESI†). However, for Ru–Co(OH)2/CC, the Co(OH)2 peak at 688 cm�1

disappeared after immersion in Ar-saturated 1 M KOH solution
with 2000 ppm NO3

�, accompanied by the emergence of a
CoO(OH) peak at 509 cm�1. No CoO(OH) peaks were observed
for Co(OH)2/CC under similar conditions, implying that Ru
promotes Co(OH)2 oxidation in the presence of high OH�

concentrations (Fig. S38, ESI†). A peak at 1060 cm�1, corres-
ponding to the symmetric stretching vibration of NO3

�, was
present across applied potentials (Fig. 3f and g).49 Additionally,
a peak at 1554 cm�1, attributed to the N–O stretch of HNO,
emerged as the potential shifted negatively to �0.9 V vs. RHE.50

As shown in Fig. 3h and Table S2 (ESI†), the intensity ratio of the
peak at 1060 cm�1 and 1554 cm�1 (I1060/I1554) for Ru–Co(OH)2/
CC was consistently lower than that of Co(OH)2/CC across the
potential range of �0.2 to �0.9 V vs. RHE, indicating more
efficient conversion of NO3

� to the HNO species. As shown in
Fig. 3i, Ru sites facilitate the generation of hydrogen radicals
during the NO3RR, thereby providing sufficient protons for NO3

�

hydrogenation. Concurrently, under the influence of Ru, the
neighboring Co(OH)2 is oxidized by the OH� to form high-
valence CoO(OH) (Co(OH)2 + OH� - CoO(OH) + H2O + e�),
which serves as an active site for converting NO3

� to the HNO
species. This synergistic interaction between Ru and CoO(OH)
ultimately facilitates efficient NH3 synthesis.

Theoretical simulations

We further employed density functional theory (DFT) calculations
to investigate the improved NO3RR performance of the Ru–
Co(OH)2 catalyst by constructing a Ru–Co(OH)2 model (Fig. 4a).
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The electronic structures of Co(OH)2 and Ru–Co(OH)2 were
analyzed to elucidate the catalytic activity enhancement result-
ing from Ru doping. The electron location function (ELF)
revealed increased localization near Ru atoms compared to
Co(OH)2, indicating stronger electron exchange between Ru–
Co(OH)2 and adsorbed NO3

� (Fig. 4b). The density of states
(DOS) analysis (Fig. 4c) demonstrated that Ru doping shifted
the occupied electron states closer to the Fermi energy level,
resulting in a higher DOS for Ru–Co(OH)2. The d-band centers
of Co(OH)2 and Ru–Co(OH)2 were �2.26 and �2.12 eV, respec-
tively. This upward shift in the d-band center for Ru–Co(OH)2

was primarily attributed to the enhanced electronic states of Ru
dyz and dz2�y2 orbitals near the Fermi level (Fig. S39 and S40,
ESI†). Based on the d-band center theory, a higher d-band
center indicates stronger interactions with intermediates, high-
lighting the improved catalytic potential of Ru–Co(OH)2.51,52

The differential charge density and Bader charge analyses
(Fig. 4d) further investigated the charge transfer processes

between Ru/Co and NO3 species in Co(OH)2 and Ru–Co(OH)2.
The results indicated a significant charge redistribution around
Ru atoms at the Ru–Co(OH)2 interface, with greater charge
transfer to adsorbed NO3

� compared to Co(OH)2, Specifically,
Co atoms in Co(OH)2 transferred 0.39 electrons to nearby O atoms,
while Ru atoms in Ru–Co(OH)2 transferred a total of 1.02 electrons
to the surrounding O atoms (Fig. S41, ESI†). Combined with ELF
findings, this suggests that Ru atoms enhance interfacial electron
aggregation and promote efficient transfer to adsorbed intermedi-
ates, boosting catalyst performance.

According to thermodynamic calculations, the adsorption
free energy of NO3

� on Ru–Co(OH)2 was �2.95 eV, compared to
�2.46 eV for Co(OH)2, indicating that Ru doping improves the
thermodynamic favorability of NO3

� adsorption (Fig. S42,
ESI†). Bader charge analysis verifies the higher oxidation states
of the Co species in Ru–Co(OH)2 (Fig. S43 and Table S3, ESI†).
Additionally, Fig. 4e shows that the rate-determining step (RDS)
for Co(OH)2 in the NO3RR is the transformation of *NO2 into

Fig. 3 Operando characterization and the mechanism of the phase transition. Bode phase plots of (a) Co(OH)2/CC and (b) Ru–Co(OH)2/CC at varied
potentials in Ar-saturated 1 M KOH solution with 2000 ppm NO3

�. (c) Phase peak angles of Co(OH)2/CC and Ru–Co(OH)2/CC at 0.3 to �0.4 V vs. RHE.
(d) Quasi in situ EPR trapping of hydrogen radicals. (e) OCP curves of Ru–Co(OH)2/CC and Co(OH)2/CC in Ar-saturated 1 M KOH and 2000 ppm NO3

�

was injected subsequently. In situ Raman spectra of (f) Ru–Co(OH)2/CC and (g) Co(OH)2/CC at different applied potentials in Ar-saturated 1 M KOH
solution with 2000 ppm NO3

�. (h) I1060/I1554 for Ru–Co(OH)2/CC and Co(OH)2/CC at different applied potentials. (i) Proposed mechanism of NH3

synthesis from the electrochemical reduction of NO3
� over Ru–Co(OH)2/CC.
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*NO, with an energy barrier of 0.78 eV. In contrast, Ru doping
alters the RDS to the transition from *HNO to *H, significantly
reducing the energy barrier to 0.64 eV (Fig. S44 and S45, and
Table S4, ESI†). This shift in the RDS implies that the accumu-
lation of *HNO on Ru–Co(OH)2, due to restricted *HNO dis-
sociation, aligns with in situ Raman spectroscopy observations.
DFT calculations were performed to assess the competitive
hydrogen evolution reaction (HER) pathway on Ru–Co(OH)2.
As shown in Fig. S46–S48 (ESI†), the energy barrier for the HER
step (*H - 1

2H2) is 1.29 eV, higher than the 0.64 eV for the
NO3RR rate-determining step. This suggests a kinetic prefer-
ence for NO3

� reduction over the HER. Overall, the incorpora-
tion of Ru atoms modulates the electronic structure of the
Co(OH)2 active site, enhances electron transfer, improves NO3

�

adsorption, and facilitates the conversion of *NO2 intermedi-
ates. The incorporation of Ru significantly enhances the Ru–N

interaction in the *HNO intermediate, effectively modulating
the reaction pathway and the RDS (Fig. 4f and g). The partial
density of states (PDOS) analysis of the *HNO intermediate over
Co(OH)2 and Ru–Co(OH)2 further elucidates the underlying
mechanism. As shown in Fig. 4h, the dxz and dgz orbitals of
Ru, in comparison with Co(OH)2 exhibit substantial orbital
coupling with the px and py orbitals of the N atoms in the
unoccupied states (B2 eV). Moreover, in the occupied states
(B�3 eV), the Ru dxz and dgz orbitals display strong coupling
with the N px and py orbitals, respectively. This orbital coupling
significantly enhances the adsorption stability of the *HNO
intermediate on Ru–Co(OH)2.

Potential industrial application

To demonstrate the industrial potential for the NO3RR under
ambient conditions, we assembled an NO3RR-OER MEA

Fig. 4 Theoretical calculation analysis. (a) The top view (top) and side view (bottom) of the Ru–Co(OH)2 model. (b) The electron location function and
(c) density of states of Co(OH)2 and Ru–Co(OH)2. (d) Differential charge density of *NO3 of Co(OH)2 and Ru–Co(OH)2. The isosurface value is set to be
0.02 e Å�3, and the consumption and accumulation of charges are shown in yellow and cyan, respectively. (e) Reaction free-energy diagram of Co(OH)2
and Ru–Co(OH)2 for the NO3RR. Schematic of the electrochemical NO3RR toward NH3 for (f) Co(OH)2 and (g) Ru–Co(OH)2. (h) Partial density of states of
Co–N atoms and Ru–N atoms of the *HNO intermediate over Co(OH)2 and Ru–Co(OH)2.
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electrolyzer with Ru–Co(OH)2/CC (2 � 2 cm2) as the cathode
and IrO2 on platinum-coated titanium felt (IrO2/PTF) (2 �
2 cm2) as the anode (Fig. 5a). The PTF substrate was chosen
for its excellent electrical conductivity and corrosion resistance,
while the platinum coating mitigates the surface passivation of
titanium, thereby ensuring stable interfacial conductivity dur-
ing long-term operation.53 The Ru–Co(OH)2/CC8IrO2/PTF MEA
exhibited significantly reduced resistance and achieved an
industrial current density of 500 mA cm�2 at 2.6 V, markedly
outperforming the Co(OH)2/CC8IrO2/PTF device (B280 mA cm�2

at 2.6 V) (Fig. 5b and Fig. S49, ESI†). To ensure consistent NO3
�

conversion, we optimized the flow rate (Fig. S50, ESI†). Using the
MEA electrolyzer with Ru–Co(OH)2/CC as the cathode, NO3

� was
converted to NH3 with a FE of 94 � 6% and a yield rate of 7472 �
487 mg h�1 cmgeo

�2 at 100 mA cm�2, demonstrating excellent
potential for NH3 production (Fig. 5c and Fig. S51, ESI†). The
stability of the MEA system was further investigated, and it
maintained an average NH3 FE of B93%, an NH3 yield rate of
B7000 mg h�1 cmgeo

�2, and a voltage of 1.9 V at 100 mA cm�2

for over 100 h (Fig. 5d). The minor voltage fluctuations
observed are attributed to electrolyte replenishment, necessary
to compensate for nitrate depletion and maintain consistent
reaction conditions.

To confirm the practical potential for NH3 production, a
high-purity NH3 product was collected after NO3

� electroreduc-
tion using an acid trap method (Fig. S52–S54, ESI†).54 The
successful production of NH4Cl is confirmed by the XRD
pattern in Fig. 5e and the related elemental mapping results
in Fig. S55 (ESI†). Building on this promising performance, a
TEA was conducted to evaluate the feasibility and the potential
for commercialization (Note S1, ESI†). As shown in Fig. S56
(ESI†), the estimated total cost of NH3 production using the
MEA electrolyzer was approximately US$ 1.995 per kg NH3. This
system demonstrates high viability, particularly when consider-
ing the potential profitability of NO3

� wastewater treatment.
The major cost contributions are the electricity consumption
(39.12%), electrolytic cell (26.94%), and balance of plant
(14.5%) (Fig. 5f). Optimizing the electrolyzer design and redu-
cing electricity costs could significantly enhance the economic
potential of converting NO3

� wastewater into NH3. The TEA
analysis used an industrial electricity price of US$0.03 kW h in
this study,55 and further cost reductions could be achieved by
leveraging excess renewable energy from wind or solar sources.
The relationship between the electricity cost and current den-
sity is illustrated in the contour map (Fig. 5g). Notably,
if electricity costs drop below US$0.03 kW h in the future, the

Fig. 5 Practical NH3 product synthesis. (a) Schematic of a MEA cell for the NO3RR. (b) Polarization curves of the MEA cell with Ru–Co(OH)2/CC and
Co(OH)2/CC cathodes, paired with an IrO2/PTF anode. (c) NH3 FEs and yield rates of the Ru–Co(OH)2/CC over a broad range of current densities in the
MEA. (d) Stability of the MEA system at 100 mA cm�2, tracking NH3 FEs, yield rates, and the cell voltage using a Ru–Co(OH)2/CC cathode and an IrO2/PTF
anode. (e) XRD pattern of the synthesized NH4Cl product (the inset is the photograph of the synthesized NH4Cl product). (f) Estimated costs for the
NO3RR in the MEA system. (g) Contour map illustrating NH3 synthesis costs as a function of current densities and electricity prices.
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total cost of NH3 production via this MEA system could fall
below the current market price of NH3 produced by the Haber–
Bosch process (US$1.15 per kg NH3)56 at current densities
below 300 mA cm�2, even before accounting for additional
profits from wastewater treatment.

Conclusions

In summary, we report the dynamic structural evolution of Ru–
Co(OH)2/CC as an efficient electrode for the NO3RR, identifying
Co(III) sites as the crucial active sites for NH3 generation. The
optimal Ru–Co(OH)2/CC attains a high NH3 FE of B96% and a
large yield rate of B56 501 mg h�1 cmgeo

�2 in 1 M KOH solution
with 2000 ppm NO3

�. Ex situ XAS and XRD analyses reveal a
dynamic evolution of Co(III) sites on the Ru–Co(OH)2/CC during
the NO3RR. In situ Raman spectroscopy and EPR spectroscopy
demonstrate that Ru doping facilitates the generation of
hydrogen radicals, which promote the hydrogenation of
*HNO intermediates on adjacent Co(III) sites. Economic model-
ing underscores the techno-economic feasibility of the NO3RR,
presenting it as a greener alternative for NH3 synthesis and
NO3

� wastewater treatment. This study not only provides an
effective strategy to design and construct Co-based catalysts for
the NO3RR, but also unveils the crucial role of Co(III) sites for
sustainable ammonia electrosynthesis.
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