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ynthesis of porous ZnCo2O4

microspheres for high-performance quasi-solid-
state asymmetric supercapacitors†

Yansong Gai, Yuanyuan Shang, Liangyu Gong,* Linghao Su, Long Hao, Fengying Dong
and Jianzhong Li

A facile self-template solvothermal methodwas developed to fabricate amicrosphere precursor, whichwas

followed by annealing in air to give ZnCo2O4 microspheres. The ZnCo2O4 microspheres possess irregular

diameters from 600 nm to 1.2 mm and a high specific surface area of 34.60 m2 g�1 with an average pore

diameter of 6.96 nm. Each ZnCo2O4 microsphere was found to be constructed by many intertwined

nanoparticles. When investigated as electrode materials for supercapacitors, the ZnCo2O4 microspheres

exhibited a high specific capacitance of 542.5 F g�1 at 1 A g�1, excellent rate capability of 55.3% retention

at 10 A g�1, and good cycling stability with 95.5% retention of the maximum capacitance (440 F g�1)

after 2000 cycles at 2 A g�1. Additionally, a quasi-solid-state asymmetric supercapacitor fabricated with

the as-prepared ZnCo2O4 microspheres was used as the positive electrode and activated carbon as the

negative electrode. The asymmetric device exhibited a remarkable cycling stability with 76.68% retention

of the maximum capacitance (68.93 F g�1) after 1000 cycles at 0.5 A g�1. Moreover, two asymmetric

devices connected in a series can successfully light up a red light-emitting-diode (LED) and last for more

than 15 min. Therefore, this fascinating electrochemical performance demonstrates that the ZnCo2O4

microspheres have potential applications in supercapacitors.
Introduction

With rapid social development and improvement in human
lifestyle, the demands for renewable and sustainable energy
have continued to increase. To fulll these energy require-
ments, signicant attention has been given to energy storage
devices.1,2 Supercapacitors, an alternative to batteries and
traditional electrostatic capacitors, are considered as one of the
most promising and reliable devices in the eld of energy
storage due to their fast recharge ability, high power perfor-
mance, long lifespan, low maintenance cost, and environ-
mental friendliness.3–5 These advantages are crucial for their
applications in systems, such as hybrid electric vehicles, high
power portable electronics, and backup energy systems, that
require a quick release of energy.6 Based on the underlying
energy storage mechanism, supercapacitors can be classied
into electrical double layer capacitors (EDLCs) and pseudoca-
pacitors.7–9 EDLCs store energy via the accumulation of elec-
trostatic charge at the surface of carbonaceous materials,
whereas pseudocapacitors utilize fast and reversible surface or
near-surface reactions for charge storage.10–12 Compared to
ciences, Qingdao Agricultural University,

163.com

tion (ESI) available. See DOI:
EDLCs, pseudocapacitors can provide substantially higher
capacitance and energy density due to their multiple oxidation
states.13 Therefore, numerous efforts have been dedicated to
develop pseudocapacitance materials, including metal oxides,
hydroxides and sulphides, in the past few years.14–19

Transition metal oxides are emerging as the most promising
electrode materials for pseudocapacitors due to their excellent
intrinsic properties, such as high theoretical specic capaci-
tance, low cost, and environmentally friendly nature. Typical
transition metal oxides, such as NiO, ZnO, MnO2, Co3O4, Fe2O3,
and TiO2 have been extensively studied as pseudocapacitive
electrode materials.15,20–24 However, poor intrinsic electrical
conductivity, slow ion diffusion rates and poor electrochemical
stability of these materials restrict their widespread applica-
tions as high-performance supercapacitor electrodes.25 To
address this issue and improve the electrochemical perfor-
mance, mixed transition metal oxides, such as NiCo2O4,26

CuCo2O4,27 NiMoO4,28 CoMoO4,11 and CoMn2O4,29 have drawn
increasing attention for new type of pseudocapacitive materials
with outstanding performance due to their many unique
properties, which originate from the coexistence of two
different cations in a single crystal structure. Compared to
single metal oxides, mixed transition metal oxides exhibit high
theoretical capacitance, good electronic conductivity, and rich
redox reactions due to their multiple oxidation states, which are
benecial for a signicant enhancement in the electrochemical
This journal is © The Royal Society of Chemistry 2017
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performance when used as pseudocapacitive materials.12,30,31

ZnCo2O4 is a typical mixed transition metal oxide with cubic
spinel structure. The bivalent Zn ions occupy one eighth of the
tetrahedral sites in the cubic spinel structure, and the trivalent
Co ions occupy one half of the octahedral sites in the face-
centered cubic oxygen lattice.2,32 To date, various types of
ZnCo2O4 nanostructures, such as nanowires,2 nanoowers,33

nanorods,34 and microspheres,35,36 have been prepared. Because
of their large specic surface area and uniform pore size
distribution, mesoporous microspheres are still under the focus
of recent research as potential and appealing electrode mate-
rials to prepare high-performance supercapacitors. Mesoporous
microspheres can largely increase the amount of electroactive
sites and provide extra free space to effectively alleviate the
structural strain that occurs during the charge–discharge
process, which is benecial for a signicant enhancement in
the electrochemical performance in terms of high reversible
capacity and outstanding cyclability.35,37

Herein, we present a two-step facile strategy involving
a hydrothermal method and subsequent thermal annealing
treatment to fabricate ZnCo2O4 microspheres. The obtained
ZnCo2O4 microspheres exhibit a high specic surface area and
good electronic conductivity. When evaluated as electrode
materials for supercapacitors, the ZnCo2O4 microspheres show
a high specic capacity of 542.5 F g�1 at 1 A g�1, as well as good
cycle stability. Furthermore, a quasi-solid-state asymmetric
supercapacitor was fabricated with the as-prepared ZnCo2O4

microspheres as the positive electrode and activated carbon as
the negative electrode. Two asymmetric devices connected in
a series can successfully light up a red light-emitting-diode
(LED), which lasts for more than 15 min. These results show
that the ZnCo2O4 microspheres have great potential for appli-
cations in high-performance energy storage devices.
Experimental
Synthesis of ZnCo2O4 microspheres

All chemical reagents were of analytical purity and were used
without further purication. In a typical procedure, 1 mmol
of Co(Ac)2$4H2O, 0.5 mmol of Zn(Ac)2$4H2O, and 12 mL of
diethylene glycol (DEG) were dissolved in a 60 mL of iso-
propanol. Then, the solution was transferred to a Teon-lined
stainless steel autoclave and heated at 200 �C for 10 h. Aer
naturally cooling down to room temperature, the resulting
precipitates were collected by centrifugation, washed several
times with absolute ethanol and dried at 80 �C in an oven. To
obtain different interior structures of the ZnCo2O4 micro-
spheres, the precipitates were calcined at 450 �C for 2 h at
various ramp rates.
Characterization

The crystallographic structures of the samples were examined
by X-ray diffraction (XRD, Cu Ka radiation, l ¼ 1.5406 Å) using
a Bruker D8 advanced X-ray Diffractometer. The morphology
and intrinsic structure were examined using scanning electron
microscopy (SEM, JEOL 7500F) and transmission electron
This journal is © The Royal Society of Chemistry 2017
microscope (TEM, JEOL-2010). The nitrogen adsorption/
desorption isotherms were characterized at 77 K on a Quan-
tachrome NOVA2200e analyzer. The specic surface area was
calculated using the Brunauer–Emmett–Teller (BET) method,
whereas the pore size distribution was calculated from the
adsorption branch isotherms using the Barrette–Joyner–
Halenda (BJH) method.

Electrochemical measurements

The working electrode was fabricated by compressing a mixture
of active material, conductive material (acetylene black), and
binder (polytetrauoroethylene (PTFE)) in a weight ratio of
ZnCo2O4/acetylene black/PTFE of 8 : 1 : 1 onto a nickel foam
current collector. Electrochemical measurements were con-
ducted using a three-electrode system in 6mol L�1 KOH at room
temperature, where a platinum plate and a saturated calomel
electrode (SCE) were used as the counter and reference elec-
trodes, respectively. Cyclic voltammetry (CV) and electro-
chemical impedance spectroscopy (EIS) measurements were
performed using a CHI660D electrochemical workstation
(Chenhua, Shanghai, China). Galvanostatic charge–discharge
(GCD) tests were evaluated using a Land CT2001A battery
program control test system (LAND, Wuhan, China).

Assembly of the ZnCo2O4//ACs quasi-solid-state asymmetrical
supercapacitor

A solid-state asymmetric capacitor was assembled using the as-
prepared ZnCo2O4 electrode as the positive electrode, active
carbon (AC) as the negative electrode with a separator and PVA/
KOH gel as a solid electrolyte. The negative electrode was
prepared by mixing active carbon and PTFE in a mass ratio of
9 : 1. The PVA/KOH gel electrolyte was prepared by mixing 5.6 g
KOH and 6 g PVA in 60 mL of deionized water, which was then
heated at 85 �C with stirring until the solution became clear.
Two pieces of the electrode and the separator (cellulose PP/PE)
were immersed in the gel for 5 min, and then taken out and
assembled together. Aer solidication at room temperature,
the asymmetrical capacitor was obtained. The related calcula-
tion involved is given in the ESI.†

Results and discussion

As an important intermediate for porous ZnCo2O4, ZnCo-
precursor was characterized by FT-IR spectroscopy and XRD.
As shown in Fig. 1A, the IR spectrum of the precursor shows
a strong broad peak at 3450 cm�1 due to the stretching vibration
of OH. The weak peaks at 2974 and 2931 cm�1 are ascribed to
the stretching vibration of the C–H group. The peaks at around
1623 and 1137 cm�1 are attributed to the vibration of C–O and
C–O–C groups, respectively, whereas the broad peak at 1420
cm�1 could be ascribed to the interlayer acetate (CH3COO

�). In
addition, the peak at 487 cm�1 could be attributed to the
vibration of the M–O group (M : Zn or Co).38 Fig. 1C shows the
XRD pattern of the ZnCo-precursor, and the diffraction peaks
are consistent with the ZnO phase (JPCDS card no. 36-1451). In
addition, an obvious diffraction peak at approximately 12� can
RSC Adv., 2017, 7, 1038–1044 | 1039
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Fig. 1 (A) The FT-IR spectrum of the ZnCo-precursor. (B) The TG and
DTA curves obtained for the ZnCo-precursor. (C) The XRD pattern of
the ZnCo-precursor. (D) The XRD pattern of ZnCo2O4.

Fig. 2 (A and B) SEM images, (C and D) TEM images, (E) HRTEM image
and (F) the corresponding SAED pattern of the ZnCo2O4microspheres.
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be observed, which is characteristic of metal glycolates or
alkoxide derivatives.39 Combining the FT-IR spectroscopy
results, ZnCo-precursor is proposed as a mixture of ZnO and
M–O–CH2–CH2–O–CH2–CH2–O–M (M: Co, Zn or H).

To understand the calcination process of the as-prepared
ZnCo-precursor, DTA-TG analysis was performed and the
result is shown in Fig. 1B. The continuous weight loss of ca.
11.25% at temperature ranging from room temperature to
256 �Cmay be attributed to the dehydration and decomposition
of the organic species in the ZnCo-precursor. Then, the weight
exhibited a rebound of ca. 2.80% around 256–350 �C and
a highly exothermic peak appeared at 260 �C.38 This phenom-
enon can be attributed to the combustion of organic species in
the ZnCo-precursor. Moreover, the ZnCo-precursor was con-
verted to ZnCo2O4. The slight weight loss occurred around 350–
450 �C was attributed to the continuous combustion of the
organic residues. There was almost no quality loss aer 450 �C;
thus, we selected the temperature of 450 �C for the calcination
of the ZnCo-precursor to ensure its complete decomposition.
The ZnCo2O4 products were studied by XRD analysis to identify
its purity and crystallographic structure. As shown in Fig. 2D, all
the diffraction peaks aer calcination can be unambiguously
assigned to cubic ZnCo2O4 (JCPDS card no. 23-1390) and no
other phases or impurities were detected, indicating the high
purity of the sample. Based on the Scherrer formula (D ¼ 0.89l/
B cos q) and XRD data, an average crystalline size of 14.68 nm
was estimated from the (311) peak (the strongest peak).

The morphology and architecture of the ZnCo2O4 products
were carefully observed by means of SEM and HRTEM. The
typical SEM images of the pure ZnCo2O4 products (Fig. 2A) show
that they are composed of monodisperse microspheres with
irregular diameters ranging from 600 nm to 1.2 mm. The higher
magnication SEM image (Fig. 2B) shows that the surface of the
ZnCo2O4 microspheres was very rough and comprised small
nanoparticles. The TEM image of the ZnCo2O4 product (Fig. 2C)
also shows that it is comprised of monodisperse and completely
solid spheres with irregular diameters. The enlarged TEM
image (Fig. 2D) clearly shows that there are numerous
1040 | RSC Adv., 2017, 7, 1038–1044
nanoparticles closely packed on the edges of the microspheres,
which is in good agreement with the SEM observations. A
further HRTEM image of the ZnCo2O4microspheres is shown in
Fig. 3E. Interplanar spacings of about 0.28 nm and 0.24 nm can
be observed, corresponding to the (220) and (311) planes,
respectively. The corresponding selected-area electron diffrac-
tion (SAED) pattern of the ZnCo2O4 microspheres in Fig. 5F
shows well-dened diffraction rings, and the diffraction rings
can be readily indexed to the (111), (220), (311), (400), (511), and
(440) planes of the ZnCo2O4 phase, which is consistent with
the results of abovementioned analysis.

To better elucidate the reaction mechanism responsible for
the formation of the microsphere precursors, a series of time-
dependent experiments were carried out. The morphologies
of the products aer the solvothermal treatment for different
time intervals were characterized by SEM. As shown in Fig. 3A,
a mass of irregular bulks was formed aer 2 h of reaction
and they were aggregated together. When the reaction was
continued for 4 h, the irregular morphology of the bulk material
turned into spheroidal (Fig. 3B). As the reaction time was pro-
longed to 6 h, they gradually blossom into regular micro-
spheres; however, the microspheres were still aggregated
together (Fig. 3C). When the reaction time was further pro-
longed to 8 h, monodisperse microspheres were obtained and
lots of nanorods were closely packed on their surface (Fig. 3D).
Finally, the uniform and well-rounded microspheres precursors
were obtained when the reaction duration was extended to 10 h
(Fig. 3E). A close SEM examination (Fig. 3F) reveals that these
microsphere precursors were composed of closely packed
This journal is © The Royal Society of Chemistry 2017
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Fig. 3 SEM images of the ZnCo-precursor prepared under different
grown conditions: (A) 2 h, (B) 4 h, (C) 6 h, (D) 8 h, and (E and F) 10 h.

Scheme 1 Schematic of the formation process of the ZnCo2O4

microspheres.

Fig. 4 (A) The nitrogen adsorption and desorption isotherm and (B)
corresponding BJH pore size distribution of the ZnCo2O4

microspheres.
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nanoparticles, and the neighboring particles connected
together to create a rough and porous structure.

Based on the abovementioned experimental observations,
a plausible formation mechanism is summarized in Scheme 1.
During the initial nucleation and crystal growth stage, a large
number of nanoparticles form and tend to gather together to
form spheroidal agglomerates driven by the minimization of
interfacial energy.39–41 Then, the spheroidal agglomerate serves
as a center to adsorb the newly formed nanoparticles. Moreover,
the adsorbed nanoparticles with a higher surface energy and
a smaller size dissolve and transfer to the spheroidal agglom-
erates due to the Ostwald ripening process.40 As the Ostwald
ripening process continues, the spheroidal agglomerates
become robust and well-rounded. Finally, well-dened micro-
sphere precursors are formed. Aer calcination in air, the
precursors are completely converted to ZnCo2O4 and the
morphology of the precursors is well preserved. Due to the
decomposition of the organic species in the calcination process,
the porosity is effectively improved.

The porosity of the ZnCo2O4 microspheres was further
investigated using BET measurements. As shown in Fig. 4A, the
N2 adsorption–desorption isotherm obtained for ZnCo2O4

exhibits a type-IV isotherm with a H3 hysteresis loop, indicating
the presence of a mesoporous structure. The corresponding
pore size distribution conrmed by the BJHmethod is shown in
Fig. 4B. The pore size distribution was mainly centered in the
range of 2–10 nm with an average pore diameter of 6.96 nm.
Moreover, the BET specic surface area and total pore volume of
This journal is © The Royal Society of Chemistry 2017
the ZnCo2O4 sample were calculated to be 34.60 m2 g�1 and
0.11 cm3 g�1, respectively. The high specic surface area with
suitable mesopore distribution is benecial for the fast diffu-
sion of the electrolyte and can facilitate ion diffusion at the
electrode–electrolyte interface during the electrochemical
processes. Therefore, this kind of mesoporous structure is
believed to enhance the properties of the supercapacitors.

The electrochemical performance of ZnCo2O4 was measured
by cyclic voltammetry (CV), galvanostatic charge–discharge
(GCD), and electrochemical impedance spectroscopy (EIS)
measurements in 6.0 M aqueous KOH electrolyte using a three-
electrode electrochemical cell. Fig. 5A shows the CV curves ob-
tained for the ZnCo2O4 electrode in a potential range of
�0.2–0.5 V at scan rates ranging from 5 to 100 mV s�1. The
shape of all CV curves exhibit a pair of well-dened redox peaks,
which mainly originate from the reversible faradaic redox
reactions related to M–O/M–O–OH (M refers to Co and Zn ions)
associated with OH� anions, conrming the pseudocapacitive
characteristics.42,43 Furthermore, the shape of the CV curves can
be well maintained when the potential scan rates are varied
from 5 to 100 mV s�1, demonstrating the excellent rate capa-
bility and improved mass transport of the electrode.44 Note that,
the cathodic and anodic peaks shi towards lower and higher
potential with increase in the scan rates, respectively, which can
be attributed to the internal resistance and polarization effect
during the faradaic process.25,45 However, the position of the
cathodic or anodic peaks only slightly shi, which suggests the
good reversibility and the fast charge/discharge response of the
ZnCo2O4 electrode.46

Fig. 5B presents the GCD curves obtained for the ZnCo2O4

electrode with a potential window ranging from 0 to 0.4 V
at various current densities ranging from 1 to 10 A g�1. The
pseudocapacitive behavior was further conrmed by the
non-linear charge/discharge prole. It can be observed that
there are voltage plateaus during the charge/discharge
RSC Adv., 2017, 7, 1038–1044 | 1041
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Fig. 6 (A) A schematic of the ZnCo2O4//AC quasi-solid-state asym-
metric supercapacitor. (B) CV curves obtained at different potential
windows. (C) The CV curves obtained at various scan rates. (D)
The GCD attributed to some irreversible reactions occurring in the
potential curves under different current densities. (E) The specific
capacitance of the device as a function of current density. (F) The cy-
cling performance and the corresponding Coulomb efficiency at
0.5 A g�1.

Fig. 5 The electrochemical test results of the ZnCo2O4 microsphere
electrode. (A) The CV curves at various scan rates. (B) The GCD curves at
various current density. (C) The capacitance as a function of current
density. (D) The cycling performance and Coulomb efficiency at 2 A g�1.
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measurements, which are consistent with the CV curves. The
calculated specic capacitance based on the discharge curves as
a function of the current density is plotted in Fig. 5C. The
ZnCo2O4 electrode delivers a high pseudocapacitance of 542.5,
430, 420, 400, 387.5, 320, and 300 F g�1 at current densities of 1,
2, 3, 4, 5, 8, and 10 A g�1, respectively. Along with the increase in
current density, the corresponding specic capacitances grad-
ually decrease, which can be attributed to the low diffusion of
electrolyte ion and the presence of inner active sites that are
unable to completely sustain the redox transitions.47 About
55.3% of the capacitance of the ZnCo2O4 electrode was retained
when the current density was increased from 1 to 10 A g�1,
which demonstrates an outstanding rate capability and supe-
rior electrochemical capacitance. In addition, the cycling
stability was also evaluated by the repeated charge–discharge
measurements at a constant current density of 2 A g�1 for 2000
cycles, as shown in Fig. 5D. Clearly, about 95.5% of the
maximum capacitance (440 F g�1) was retained aer 2000
continuous charge–discharge cycles, showing an excellent cyclic
stability. The coulombic efficiency during the 2000 charge–
discharge cycles was more than 98%, which conrmed the
electrochemical suitability of the ZnCo2O4 electrode, whose
redox reactions are quite feasible. The electrochemical imped-
ance spectroscopy (EIS) measurements (Fig. S1, ESI†) indicate
the high electrical conductivity, low internal resistance, and fast
charge transportation of the ZnCo2O4 microspheres, which may
be helpful for the excellent rate capability.

To evaluate the potential applications of our ZnCo2O4

microspheres, we assembled a quasi-solid-state asymmetric
supercapacitor device based on the ZnCo2O4 microsphere
electrode as the anode, ACs on Ni foam as the cathode, KOH–

PVA gel as the solid electrolyte and a piece of cellulose paper as
the separator as shown in Fig. 6A. Fig. 6B shows the CV curves
obtained for the fabricated ZnCo2O4//AC asymmetric super-
capacitor at different voltage windows obtained at a scan rate of
10 mV s�1. The CV curves were stable even at 1.4 V. However,
when the potential was higher than 1.4 V, the CV curves
1042 | RSC Adv., 2017, 7, 1038–1044
exhibited a distortion and a slight hump that can be attributed
to some irreversible reactions occurring when the potential
window was higher than 1.4 V.48 Therefore, 1.4 V was used as
the default voltage value for further investigation. Fig. 6C
displays the CV curves of the quasi-solid-state asymmetric
supercapacitor at various scan rates from 2 to 100mV s�1. As the
scan rate increased, the closed areas of the CV curves were
augmentative, whereas the shapes were well retained, implying
the fast charge–discharge performance of the asymmetric
device. The GCD curves of the quasi-solid-state asymmetric
supercapacitor at a set of current densities from 0.1 A g�1 to 2 A
g�1 are illustrated in Fig. 6D. It was observed that all the GCD
curves were nearly symmetric, indicating an excellent electro-
chemical reversibility and good coulombic efficiency. Based on
the total masses of the two electrodes, the calculated specic
capacitance of the asymmetric device as a function of the
current densities was plotted and is shown in Fig. 6E. The
specic capacitance of the asymmetric device was 80.71, 66.78,
54.28, 41.42, and 22.86 F g�1 at current densities of 0.2, 0.5, 1.0,
2.0, and 5.0 A g�1, respectively. The cycle performance and
coulombic efficiency of the quasi-solid-state asymmetric
supercapacitor were carried out at 0.5 A g�1 for 1000 cycles, as
shown in Fig. 6F. Aer 1000 cycles, the specic capacitance of
the quasi-solid-state asymmetric supercapacitor was 52.86 F g�1

with about 76.68% of the initial capacitance being retained.
Furthermore, the coulombic efficiency was maintained at about
91% during the consecutive cycles.
This journal is © The Royal Society of Chemistry 2017
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Fig. 7 (A) Ragone plots of the ZnCo2O4//AC quasi-solid-state asym-
metric supercapacitor. (B) Digital photographs of the ZnCo2O4//AC
quasi-solid-state asymmetric supercapacitor before and after packing.
(C) Optical images of a red LED powered by two solid-state asym-
metric supercapacitors connected in a series. (D) The evaluation of the
lightened red LED at different stages after corresponding to (C).
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Ragone plots of the ZnCo2O4//AC quasi-solid-state asym-
metric supercapacitor device derived from the charge–discharge
measurements at different current densities are presented
in Fig. 7A. The quasi-solid-state asymmetric supercapacitor
can provide a maximum energy density of 21.97 W h kg�1 at
a power density of 38.89 W kg�1, which still remains 6.22 W h
kg�1 at a high power density of 972.22 W kg�1. Furthermore, the
as-fabricated ZnCo2O4//AC quasi-solid-state asymmetric super-
capacitor was packed with PTFE tape to form a device, as shown
in Fig. 7B. In addition, two solid-state asymmetric super-
capacitors connected in a series can light up a 5 mm diameter
red (2.0 V, 20 mA) round light-emitting diode (LED), which lasts
for more than 15min (Fig. 7C and D) and indicates the excellent
practical application potential of the devices as an energy
storage system.

Conclusions

In summary, porous ZnCo2O4 microspheres have been
successfully fabricated using a facile hydrothermal method
followed by a calcination process. It exhibits excellent electro-
chemical performance with a high specic capacitance of
542.5 F g�1 at 1 A g�1, a remarkable long-term cycling stability
(95.5% of the maximum capacitance is retained aer 2000
cycles at 2 A g�1), good reversibility features, and an excellent
rate capability. In addition, an all solid-state asymmetric
supercapacitor was successfully fabricated with outstanding
cycling life, in which the specic capacitance was maintained at
about 76.68% of the initial capacitance. The all solid-state
asymmetric supercapacitor can light up a red LED that lasts
This journal is © The Royal Society of Chemistry 2017
for more than 15 min, endowing our quasi-solid-state asym-
metric supercapacitor new opportunities as energy storage
devices for various electronic systems. Our results bode well for
the practical application of ZnCo2O4 microspheres materials in
future high-performance supercapacitors.
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