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The demand for nonlinear optical (NLO) materials with exceptional NLO properties is very large,
and hence the search for such materials should be continued not only to enhance their functions in
current applications but also to help expedite the materialization of photonics in which photons
instead of electrons are used for signal processing, transmission, and storage. This article summarizes
the preparation, characteristics, and the future perspectives of novel second order nonlinear optical
(2NLO) materials prepared by orientation-controlled incorporation of 2NLO molecules into zeolite
channels and third order nonlinear optical (3NLO) materials prepared by compartmentalization of
very small (<1.3 nm) PbS QDs within zeolite nanopores under different environments, and the novel
chemistry newly unveiled during the preparation of novel zeolite based NLO materials.

1. Introduction
1.1. General background

The production of new light beams whose amplitudes, frequencies,
and phases are altered from the incident laser beam by passing
it through dielectric media is one of the fascinating features of
the nonlinear optical (NLO) phenomenon.'™ This pheno-
menon arises from light-induced polarization of the nonlinear
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optically active components or bulk materials by the strong
oscillating electric fields of the laser beam. Here, the nonlinear
optically active components such as molecules or particles
dispersed in inert matrices or the integrated nonlinear optically
active bulk materials are called NLO materials.

In the case when a molecule is nonlinear optically active, the
light-induced polarization p4 in the molecule is described as a
function of the electric field vector (E) as described in eqn (1),

pd = po + oE + BEE + yEEE + --- )

where, pg is the dipole moment of the molecule, « is the linear
polarizability, f and y are the 2nd-, and 3rd-order hyper-
polarizabilities, respectively.
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In the case when a bulk dielectric medium or material is
nonlinear optically active, the light-induced polarization P4 of
the dielectric medium is described as a function of the electric
field vector (E) as described in eqn (2),

Py = Py + yVE + yPEE + yYEEE + --- ®)

where, Py is the dipole moment of the bulk medium, ¥, ¥®, and
¥ are the 1st-, 2nd-, and 3rd-order susceptibilities, respectively.

In the above equations, due to spatial symmetry restrictions,
the quadratic terms SEE and y®EE become nonzero when
there exist net dipole moments in the molecules and bulk
materials, respectively. In such cases, the characteristic
2nd-order NLO (2NLO) phenomena are observed, and such
molecules and bulk materials are specifically called 2NLO
materials. Unlike 2NLO activity, a 3rd-order NLO (3NLO)
process occurs from any material regardless of the presence of
a net dipole moment in the medium. In this respect all
materials can be regarded in principle as 3NLO materials
but the question is how high their 3rd-order hyperpolarizabilities
or susceptibilities are. In this respect, those materials having large
3rd-order hyperpolarizabilities and susceptibilities are called
3NLO materials.

A 2NLO material generates a second harmonic (2w) from
the incident laser beam with the frequency of w and shows the
electro-optic property. In the case of a bulk 2NLO material,
the intensity of 2w depends on the path length of the laser
beam in the dielectric medium. Accordingly, the intrinsic
values, namely, tensor components of the quadratic NLO
susceptibilities (d,,,) are often compared between 2NLO
materials to compare their 2NLO activities.

A 3NLO material not only produces the third harmonic
(Bw) from the incoming laser beam but also reversibly changes
its refractive index (n) and absorption coefficient (x) as the
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intensity of the incident beam (/) changes according to eqn (3)
and (4),

n=n, + nl 3)
o= o, + ol 4

where, n, and o, are the refractive index and absorption
coefficient, respectively, in the low-/ limit, and n, and o, are
the nonlinear refractive index and absorption coefficient,
respectively. Thus, in the case of 3NLO materials, the 7,
n,, and o, values of each 3NLO material are compared with
the corresponding values of other 3NLO materials. In such
cases when the values of n, and o, are available, }5(3) can be

obtained from the following relationships (eqn (5) and (6)).
Ple = 21,800 &)

P = [ e0c 2] o0 (6)

where, [;¥]r and [y'¥]; are real and imaginary parts of 3®,
respectively, ¢, is the permittivity of free space, and c is the
speed of light. The above relationships give »* in a SI unit
(in m? V=), which can be converted to ® in an esu unit by
multiplying it with (4 x 107%)/9.

After the first discovery of the 2NLO phenomenon from a
quartz crystal in 1961," innumerable numbers of 2NLO and
3NLO materials have been developed’ and some of them are
currently widely used as key materials in various fields which
require light frequency alteration, light signal amplification,
and modulation of intensity or phase of the light, namely, as
key materials for optical communication, optical switching,
laser components, waveguides, optical limiters, saturable
absorbers, and IR detectors for medical and military applica-
tions. However, the demand for NLO materials with excep-
tional NLO properties is still very large, and hence the search
for such materials should be continued not only to enhance
their functions in current applications but also to help expedite
the materialization of photonics in which photons instead of
electrons are used for signal processing, transmission, and
storage.

1.2. 2NLO materials

Various 2NLO ionic crystals such as potassium dihydrogen
phosphate (KDP = KH,PO,), lithium niobate (LiNbOs;),
barium sodium niobate (Ba,NaNbsO;s), B-barium borate
(BBO = BaB,0,), and so on have been developed and are
currently widely used. However, the growths of these inorganic
crystals are time consuming, often requiring 1-8 weeks, and
they are usually hygroscopic, requiring humidity controlled
environments. Most of all, their d,,, values are not high
enough (1-18 pm V') to be used in miniature integrated
photonic devices.

In fact, there are a large number of organic, inorganic, and
organometallic molecules having large f§ values,® which can be
assembled or organized into 2NLO materials with very high
sensitivities. The first methodology for their organization has
been the crystallization into 2NLO materials. However, the
dipolar molecules have an intrinsic tendency to crystallize into
centrosymmetric crystals, having a zero overall dipole moment.
Accordingly, there have been great efforts to develop methods
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to crystallize them noncentrosymmetrically.”® However, the
efforts have been of limited success.

The second methodology has been the formation of NLO
films on substrates by orientation-controlled layer-by-layer
deposition of the dipolar molecules by forming physical,” '
covalent,'*2* or ionic** linkages between the neighbouring
layers. The physical method is often called Langmuir—Blodgett
type layer-by-layer deposition®!* and the chemical method
is often referred to as self-assembled monolayer (SAM)
deposition.'*>* The latter is in fact a vague notation because
the former (Langmuir—Blodgett) type of layer-by-layer deposition
also starts from self-assembly or self-organization of molecules.
Regardless of the types of linkage formation, the procedures are
highly time-consuming, and the mechanical and thermal stabilities
of the obtained thin 2NLO films are poor.

The third methodology has been the incorporation of
dipolar molecules into polymer matrices by physically blending
or by covalently anchoring the dipolar molecules onto the side
chains of polymer backbones.>> ! This methodology can be
named as a host—guest composite formation methodology. In
the initially prepared composites, the incorporated dipolar
molecules are randomly oriented within the polymer matrices.
Therefore electrical poling of the 2NLO molecules is con-
ducted to orient a large portion of the 2NLO molecules into a
uniform direction.>> For this, strong dc electrical fields are
often applied across the 2NLO molecule-polymer composite
films while keeping the temperature of the polymer hosts
above the glass transition temperatures. However, the gradual
orientation relaxation or so called ‘depoling’ under the appli-
cation conditions has been the key problem, due to temperature
increases in the 2NLO polymer matrices under the operating
conditions. Thus, poor temporal stabilities have been the
problem. As a means to obtain high temperature temporal
stability, polyimide and poly(imide-amide) have been intro-
duced as the polymer hosts because their glass transition
temperatures are high.** For instance, a relatively high temporal
stability (92% after 100 h operation) was recently demonstrated
at 200 °C.>* However, the thermal instability of many 2NLO
molecules at high glass transition temperatures limits the varia-
tion of the types of 2NLO molecules.

As a possible means to overcome the demerits arising from
the use of polymer matrices as hosts, zeolites and the related
mesoporous materials have been examined as the alternative
hosts. Stucky and co-workers first discovered that para-
nitroaniline (PNA), 2-methyl-4-nitroaniline (MNA), and
2-amino-4-nitropyridine (Fig. 1) readily enter the straight
channels of AIPO4-5 (Fig. 2), and the 2NLO molecule-
incorporating AIPOy4-5 powders generate 2w with the intensity
far exceeding that of quartz powders.***> Marlow, Caro, and
their co-workers revealed that the above second harmonic
generating (SHG) activity arises as a result of the spontaneous
inclusion of PNA into the channels of AIPO4-5 with the nitro
group first caused by the intrinsically higher affinity of the
AIPO,-5 channels to the nitro than to the amino group.’®
Because the sizes of the crystals far exceed (such as 130 um) the
wavelength of the incident laser beam (1.064 pum), the polarization
reversal that occurs at the centre of each crystal does not affect the
overall SHG activities of the PNA-loaded AIPO,-5 crystals. Other
2NLO molecules such as 4-nitro-N, N-dimethylaniline’” and
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Fig. 1 Structures of 2NLO molecules that have been incorporated
into the zeolite host.
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Fig. 2 Structures and pore sizes of AIPO4-5 (a), MFI-type zeolite:
ZSM-5 or silicalite-1 (b), ZSM-12 (c), MCM-41 (d), and zeolite Y (e).
[AIPO,-5: a noncentrosymmetric (P6cc) zeolite analogue having one-
dimensional channels with a diameter of 0.8 nm. MFI: a centro-
symmetric (Pnma) zeolite having a three-dimensional channel system
consisting of straight 0.53 x 0.56 nm channels in one direction and
sinusoidal 0.51 x 0.55 nm channels in the other direction perpendi-
cular to the straight channels. ZSM-12: a centrosymmetric (C2/c) silica
zeolite having one-dimensional channels with an opening of 0.56 x
0.60 nm. MCM-41: a centrosymmetric (P6mm) mesoporous silica
having one-dimensional channels with diameters between 1.5 and 10 nm.
Zeolite Y: a centrosymmetric (Fd3m) aluminosilicate zeolite having three-
dimensional pore structure with a diameter of pore opening of 0.74 nm.

(dimethylamino)-benzonitrile®® (Fig. 1) have been shown to
enter AIPO4-5 channels with the nitro or nitrile group first.
Related research has been conducted on MFI-type zeolites
(Fig. 2) such as silicalite-1,* ZSM-5* and Sb-incorporating
silicalite-1.*! Among the above, Qiu and co-workers observed

This journal is © The Royal Society of Chemistry 2012

Chem. Commun., 2012, 48, 4659-4673 | 4661


https://doi.org/10.1039/c2cc30919j

Published on 20 3 2012. Downloaded on 2025/10/16 12:53:46.

View Article Online

a 2NLO activity from a large PNA-including silicalite-1 crystal
(3.0 x 1.5 x 1.5mm?).*® PNA-loaded mesoporous silica (Fig. 2)
also showed a SHG activity.*? PNA has also been included into
all silica ZSM-12. However, the PNA-loaded all silica ZSM-12
does not show a 2NLO activity because the overall symmetry of
the host—guest composite was centrosymmetric.*?

Thus, the potential of zeolites and the related mesoporous
silica as versatile inorganic hosts for preparation of practically
viable organic-inorganic composite SHG materials has been
demonstrated.>**?> However, the previous studies have been
limited to PNA and the analogous 2NLO molecules with rela-
tively low f8 values (Bpna = ~35 x 107 esu at 1064 nm).*4
Furthermore, the zeolite hosts have been limited to powders
and very small single crystals that bear limited practical
applicability. Furthermore, the 2NLO activities of microcrystal-
line zeolite powders should be measured by the Kurtz and Perry
technique,*® which gives qualitative data. Therefore, to develop
commercially viable zeolite-molecule host—guest 2NLO materials,
methods to incorporate 2NLO molecules with high f values into
zeolites in uniform orientations and to prepare optically trans-
parent zeolite films have to be developed.

With this background in mind, by choosing hemicyanine
(HC) molecules ( = ~760 x 1073 esu at 1064 nm) as
prototypical 2NLO molecules and silicalite-1 (Fig. 2b) films
as prototypical zeolite films, our group has conducted a series
of research aiming at the developments of methods to include
HC molecules into silicalite-1 channels in uniform orientations
and to prepare transparent zeolite films.*’>° The structures of
HC molecules and the related molecule that have been employed
by our group are shown in Fig. 1. They are HCs with different
alkyl chain lengths (HC-n, where n = 3, 6, 9, 12, 15, 18, 22,
and 24), an azo-bridged HC-9 analogue (denoted as AZ-9),
and a HC with a propionic acid tail (denoted as HC-2-CO,H).
For this, our group has also conducted a series of research
aimed at the growth of silicalite-1 films on glass substrates
with the straight channels (5.3 x 5.6 A) uniformly oriented
normal to the glass surface. This article summarizes the results
and the perspective views for future studies.

1.3. 3NLO materials

Semiconductor quantum dots (QDs) dispersed in dielectric
matrices, such as polymer and glass, have received great
attention as 3NLO materials.’®> However, their 3NLO
activities have not been high enough for practical applications.
There are two types of processes in 3NLO activity: resonant
and nonresonant.’!

In a resonant process, the frequency of the incident beam
overlaps with a one- or multiphoton electronic absorption
band, and the transient change in « induced by light absorp-
tion is responsible for the 3NLO activity. The smallest possible
semiconductor QDs with narrow size distributions and high
extinction coefficients (e.g. PbS and GaAs) have been expected
to give high 3NLO responses.”!

In a nonresonant process, the frequency of the incident
beam does not overlap with an electronic absorption band.
The 3NLO activity then arises from the interaction of the local
field of the host—guest complex arising from the difference in n
of the host and guest or from the dipole—dipole interaction

between the host and guest materials and the oscillating
electric field of the incident beam.>' Semiconductor materials
with larger sizes have been regarded to be more active because
their » and dipole moments increase with increasing size.
With this background in mind, and from the well-
established fact that zeolites are excellent hosts for the generation
and stabilization of very small semiconductor QDs with sizes
smaller than 1.5 nm,%*® our group has conducted a series of
research’”®" aiming at the production of highly active 3NLO
materials based on zeolite—QD composite materials. In fact the
QDs generated within zeolite pores have been unstable when
the QD-incorporating zeolites were exposed to the atmosphere
due to moisture imbibition.”*7® In order to solve this problem
our group has also conducted a series of research to develop
methods to stabilize the generated QDs within zeolite interiors.
Parallel with this, we have developed a method to prepare stable
zeolite Y films on transparent substrates.3 This article also
summarizes these results and the future perspectives.

2. 2NLO silicalite-1 films with hemicyanine as the
guest

2.1. Growth of uniformly oriented silicalite-1 films by primary
and secondary growths

Initially we prepared silicalite-1 films on glass plates based on
the methodology so called primary growth.*’ In this method,
clean glass plates (with no seed crystals on the surfaces) are
simply immersed into a conventional synthesis gel consisting
of a silicon source (usually tetraecthyl orthosilicate, TEOS),
tetrapropylammonium hydroxide (TPAOH), and water, and
the hydrothermal reaction was carried out at appropriate
temperatures for appropriate period of time, such as 140 °C
for 5 h. Under this condition silicalite-1 films readily grow on
both sides of the glass plates with the thicknesses of ~400 nm.
The glass plates coated with primarily grown silicalite-1 films
on both sides are denoted as (p-SL)/G/(p-SL).

As the typical scanning electron microscope (SEM) image
(Fig. 3a) shows the obtained silicalite-1 films are b-oriented, in
other words, the b-axis of the film (the axis along which the
straight channels run) points normal to the substrate plane.
The typical side view (Fig. 3b) also confirms this. The
b-orientation is further confirmed by the X-ray diffraction
pattern (not shown) which shows only the diffraction lines
arising from (0 & 0) planes with k = 2, 4, 6, 8, 10, and so on.
However, the thickness is not uniform as blue arrows indicate
in the top view due to the crystals which grow in the bulk, and
subsequently deposit on the primarily grown silicalite-1 film
(Fig. 3a). Furthermore there are a-oriented intergrown crystals
simultaneously grown on many spots as the red arrows
indicate. In fact sinusoidal channels run along the « axis and
due to their narrower channel opening (0.51 x 0.54 nm for a
sinusoidal channel vs. 0.54 x 0.56 nm for a straight channel)
and due to the sinusoidal nature of the channels HC molecules
do not readily enter the channels. This is one of the reasons
why the number density of the entered molecules in the
primarily grown silicaite-1 film per unit area is small as will
be discussed in more detail in the later part of this article.
Consequently, the numbers of HC molecules entering the
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Fig. 3 SEM images of a typical primarily grown silicalite-1 film, top
(a) and cross sectional (b) views; a monolayer of silicalite-1 crystals
assembled on a glass plate, top (c) and cross sectional (d) views; a
randomly oriented continuous silicalite-1 film grown from the mono-
layer by reacting in a gel which uses TPAOH as SDA, top (e) and cross
sectional (f) views; a perfect h-oriented continuous silicalite-1 film grown
from the monolayer by reacting in a gel which uses TEAOH as SDA,
top (g) and cross sectional (h) views. (Adopted from ref. 47 and 50.)

silicalite-1 channels were low due to the presence of large
number of a-oriented spots on the b-oriented silicalite-1 films.
Furthermore, it was impossible to maintain uniform
b-orientation of the silicalite-1 films when the hydrothermal
reaction was carried out for longer periods of time as a means
to increase the thickness of the films (>400 nm) due to the
orientation randomization which starts taking place when
the film thickness increases beyond 400 nm. The growth of
the thinner silicalite-1 films was also impossible because not all
areas of the glass plates become covered with the film when the
growth was carried out for lesser periods of time.

To improve the degree of perfect b-orientation and to
acquire the ability to control the thickness of the silicalite-1
films while maintaining the perfect h-orientation, monolayers
of b-oriented silicalite-1 crystals were first prepared on glass
substrates by rubbing,’' and they were used as the seed crystals
for the growth of perfect b-oriented silcalite-1 films on glass
plates. The typical top and side view SEM images of a
monolayer of silicalite-1 crystals are shown in Fig. 3c and d.
However, when the conventional method of secondary
growth was conducted, randomly oriented silicalite-1 films

are obtained as the typical top and side view SEM images
(Fig. 3e and f) show.

Recently, we developed a novel secondary growth method
which allows maintenance of perfect b-orientation which was
set by the attached seed crystals.*® Thus, as the typical top and
side view SEM images (Fig. 3g and h) show, the newly
prepared silicalite-1 films by the newly developed secondary
growth method show perfect b-orientation in every place of
the film. The difference between the conventional and our new
methods lies on the fact that in the case of the conventional
method TPAOH is used as the structure-directing agent (SDA)
while tetraethyl-ammonium hydroxide (TEAOH), tetramethyl-
ammonium hydroxide (TBAOH), or tetrabutylammonium
hydroxide (TMAOH) is used as SDA.

In the case when TPAOH is used as SDA, autogenesis of
silicalite-1 crystals takes place in the bulk. The silicalite-1
crystals produced in the bulk subsequently deposit or adhere
randomly onto the silicalite-1 films, and grow further giving
rise to orientation randomization of the film. However, when
other tetraalkylammonium hydroxide was used as SDA, no
autogenesis of the crystals occurs in the bulk. However, the
growth of seed crystals deposited on the glass plates continued
in the same orientation, giving rise to the production of perfect
b-oriented silicalite-1 films. The glass plates coated on both
sides with secondarily grown perfect b-oriented silicalite-1
films are denoted as (s-SL)/G/(s-SL).

For the NLO zeolite films to be useful for optical applica-
tions, the films should also be optically transparent. We found
that the perfect b-oriented films produced by our new method
are quite transparent and can be comparable with that of a bare
glass plate as shown in Fig. 4. In contrast, the transparencies of
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Fig. 4 Photographs of a 1 mm thick bare glass plate (a), the same
glass plate coated with perfect b-oriented silicalite-1 films on both sides (b),
and the same glass plate coated with randomly oriented silicalite-1
films on both sides (c), and the transmittance spectra of air and three
glass plates shown above (as indicated). (Adopted from ref. 50.)
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randomly oriented silicalite-1 films grown by the conventional
secondary growth method were poor.

2.2. Inclusion of HC-n into silicalite-1 films

Into each vial (25 mL capacity) containing a methanol solution
of different HC-n (10 mL, 1 mM) two (p-SL)/G/(p-SL) or
(s-SL)/G/(s-SL) plates were added, and the vial was kept at
room temperature for a desired period of time from 1 day to
3 weeks. After equilibration, the (p-SL)/G/(p-SL) or (s-SL)/G/
(s-SL) plates were removed from the solution, washed with
copious amounts of fresh methanol, and dried in air. The
included dyes do not come out back to the solution even after
keeping them in fresh methanol for 3 days if they once enter the
silicalite-1 channels. This shows that the silicalite-1 channel has
a very strong affinity toward HC-n dyes regardless of the chain
length, indicating that inclusion of HC-n into the silicalite-1
channel is a non-equilibrium, irreversible process in methanol.

2.3. Measurements of 2NLO activities

The 2w intensities (/5,,) of the HC-incorporating (p-SL)/G/(p-SL)
or (s-SL)/G/(s-SL) plates were measured using the Maker
fringe method®* and the measured intensities were compared
with respect to the value of a 3 mm-thick y-cut quartz crystal,
a piece of 3 mm thick quartz plate whose plane is perpendi-
cular to its crystalline y-axis. Thus, in this article, relative /5,
(rel-I»,, in %) values are reported and their values compared.
A drop of dimethylsulfoxide (DMSO) was dropped onto each
side of the HC-incorporating (p-SL)/G/(p-SL) or (s-SL)/G/(s-SL)
plates as an index matching fluid, respectively, and each side of
silicalite-1 film was covered with a clean bare glass plate. This
is necessary to avoid scattering of the incident laser beam
caused by the irregular thickness of the silicalite-1 films.

The polarity of the fundamental laser beam was adjusted
using a half-wave plate before it hit the sample. The electric
field vector of the incident beam was either parallel (p-polari-
zation) or perpendicular (s-polarization) to the plane of
incidence. Only the p-polarized 2w beam was made to enter
a PMT by using a prism, a 2w pass filter, and a polarizer.
A sample plate was mounted on the rotator coupled to a step
motor. The output signals from the photodiode and PMT
were detected as a function of an incident angle. The opposite
dipole moments of the silicalite-1 films do not cancel each
other because the gap (1 mm, Fig. 5a) between the two
HC-incorporating films is larger than the wavelength of the
incident beam. As a result, Maker fringes appear due to the
constructive and destructive interferences between the two 2w
signals arising from the two layers. A typical Maker fringe is
shown in Fig. 5b for the case of HC-18-incorporating (p-SL)/
G/(p-SL) or (s-SL)/G/(s-SL) films. If only one side of the glass
plates is coated with HC-incorporating silicalite-1 film
[HC-incorporating (p-SL)/G or (s-SL)/G)] (Fig. 5¢) then a
broad hump appears as typically shown in Fig. 5d. The fact that
the destructive interferences give zero rel-I,,, values in Fig. 5b
indicates that the two HC-incorporating silicalite-1 films are
identical in terms of thickness, amount of HC-loading, and the
degree of uniform orientation of the incorporated HC molecules.

The maximum rel-1,,, is taken as the representative value of
each 2NLO film. Usually, the maximum rel-/,, value is
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Fig. 5 A schematic illustration of a glass plate coated with HC-18-
incorporating silicalite-1 films on both sides (a) and its typical Maker
fringe obtained from the p-polarized laser beam (b). The corresponding
Maker fringe obtained from the s-polarized laser beam is shown in the
inset. A schematic illustration of a glass plate coated with HC-18-
incorporating silicalite-1 film only one side (c) and its typical Maker fringe
obtained from the p-polarized laser beam (d). (Adopted from ref. 47.)

observed at 67°. The 2w intensities obtained from the p-polarized
laser beam are higher than those obtained from the s-polarized
beam by more than three orders of magnitude, confirming that
the HC molecules are aligned vertically. This already indicates
that, unlike the 2NLO molecules imbedded in polymer matrices,
the vertical orientation of HC molecules in silicalite-1 films is very
high, close to 100%. In this article, only the rel-I,,, values that
were obtained from p-polarized laser beams are compared.

2.4. Degree of uniform orientation (DUQ)

DUO is defined as the ratio between the HC molecules pointing
to the same direction and the total number of HC molecules
incorporated into silicalite-1 channels. This is equivalent to the
ratio between the experimentally observed ds3 value [d33(e)] and
the maximum ds3 value theoretically calculated assuming that
all the incorporated HC molecules are oriented in the same
direction [max-ds3(t)], namely [d33(e)]/[max-ds3(t)].

2.5.  Orientation-control by hydrophobic—hydrophobic interaction®’

Silicalite-1 channels are hydrophobic because the channel
walls are made of SiO; units with no hydroxyl groups. Because
of this, when HC-n molecules with varying alkyl chain lengths
were used, DUO progressively increases as n increases as
shown in Fig. 6a for the case where the primarily grown
silicalite-1 film (Fig. 3a) was used. This arises because the
tendency of HC-n molecules to enter silicalite-1 channels with
the alkyl tail part first increases as the chain length » increases
as schematically shown in Fig. 6b. It is important to note here
that the hydrophilic centre is localized at the pyridinium part
and both 1,4-(dimethylamino)phenylenevinyl and n-alkyl
groups are hydrophobic as illustrated in Fig. 6b with HC-6 as
an example. Thus, while the probabilities to enter the silicalite-1
channels with the alkyl tail part first and the dimethyl amine
part first are 50 : 50 giving rise to DUO of 0 in the case of
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Fig. 6 The plots of DUO (a) and N¢ (b) versus n. A schematic
illustration of the insertion of HC-6 into silicalite-1 channels with
equal probabilities (50 : 50) for alkyl tail and head first and the
contrasting behaviour of HC-24 which has a much higher probability
(95%) to enter the silicalite-1 channels with the hydrophobic tail first
than that for the head part first (c). The plot of rel-I,, versus n (d).
(Adopted from ref. 47.)

HC-6, their probabilities of HC-22 are 95 : 5 giving rise to
DUO of 0.95. This occurs because the degree of hydrophobic—
hydrophobic interaction between the alkyl tail and the
silicalite-1 channel increases as the alkyl chain length increases.
The above result thus demonstrates that the orientations of
2NLO molecules can be controlled to a uniform direction in the
zeolite host with this methodology.

The problem is that the number of HC-n molecules entering
each channel (Nc) progressively decreases as n increases
(Fig. 6¢). For example, in the case of the primarily grown
silicalite-1 films, N¢ decreases from 24 to 1 as » increases from
6 to 22. As a result, the rel-I,,, value gradually increases from
0.3 to 7.9% as n increases from 3 to 18 and subsequently
decreased to 1.9 as n further increases to 24 (Fig. 6d).

When HC-n molecules are allowed to contact with the
secondarily grown perfect b-oriented siliclaite-1 films, Nc¢
increases significantly, not only when the film thickness is
higher (2.4-3.0 um) than that of the primarily grown film (400 nm)
but also when the film thickness is smaller (130 nm) (Fig. 7a).
Furthermore, unlike the case into the primarily grown
silicalite-1 film, N progressively increased with increasing n
from 6 to 15 and decreased as n further increases to 24. Thus,
in the case of HC-15, while Nc was 3.5 in the case of the
primarily grown silicalite-1, it became 71.9. These results indicate
that the qualities of the perfect b-oriented silicalite-1 films are
higher than those of the primarily grown silicalite-1 channels,
and the channels of the perfect b oriented silicalite-1 channels are
more hydrophobic than those of the primarily grown silicalite-1
films. Consistent with the larger Nc values, rel-Ip, values
increased significantly (Fig. 7b). Thus, with the HC-15-incor-
porating 3.0 um thick silicalite-1 film, the measured rel-1,,, was
174.5 which is 22 times larger than the largest value observed
from the primarily grown silicalite-1 film with HC-18.
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Fig. 7 Plots of the number of HC-n molecules incorporated into a
single channel (N¢) of the silicalite-1 film versus the alkyl chain length
n of the HC-n for the perfect b-oriented silicalite-1 films with different
thickness (as indicated) and the primarily grown 400 nm thick
silicalite-1 film (a). Plots of the relative second harmonic intensity
(rel-Ip,,) of the HC-n-incorporating SL films (of indicated thickness)
with respect to a reference (3 mm-thick y cut quartz) versus the alkyl
chain length n of the HC-n (b). Plots of the ds3 values normalized by
the incorporated number of HC molecules (N¢) of the HC-n-incorpor-
ating SL films versus the alkyl chain length n of the HC-n (c). Plots of
the DUO values of the HC-n-incorporating SL films versus the alkyl
chain length n of the HC-n (d). (Adopted from ref. 50.)

The problem is that ds3 of the HC-15-incorporating 3.0 um
thick secondarily grown silicalite-1 film (HC-18@sec-silicalite-1:
2.68 pm V') is smaller than that of the HC-18-incorporating
primarily grown silicalite-1 film (HC-18@prim-silicalite-1:
5.30 pm V') (Table 1). The plots of the ds; values with
respect to the N values (Fig. 7c) show that in the cases of
secondarily grown perfect b-oriented thick (2.4-3.0 pm) silicalite-1
films the normalized ds; values are much smaller than that of
the primarily grown silicalite-1 film. Accordingly, the corre-
sponding DUO values are lower than that of primarily grown
silicalite-1 films for each HC-n, especially as n increases
(Fig. 7d). These results indicate that the selectivity to a specific
orientation decreases upon substituting the primarily grown

Table 1 The d,, values for several commercially available 2NLO
materials and HC-incorporating silicalite-1 films. (From ref. 5, 47, and 50)

Materials dy/pm V! Ref.
Quartz, SiO, 0.36 (d11) 5
LleO3, 2.76 (C[zz) 5
KTP, KTiOPO, 6.5 (d3)) 5
5.0 (ds2)
13.7 (C[33)
2-Cyclooctylamino-5-nitropyridine (COANP)  10.0 (ds3) 5
KDP, KH,PO, 0.39 (ds6) 5
BazNaNb5015 12.8 (d24) 5
—17.6 (ds3)
BBO, B-Ba8204 16.0 (dzz) 5
HC-15@sec-silicalite-1, 0.13 pm 35.4 (d33) 50
HC-15@sec-silicalite-1, 3.0 um 2.68 (d33) 50

HC-18@prim-silicalite-1, 0.4 um 5.30 (ds3) 47

This journal is © The Royal Society of Chemistry 2012
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silicalite-1 film to the secondarily grown perfect b-oriented
silicalite-1 films. So there should be research efforts to increase
DUO during incorporation of HC-n into the secondarily
grown perfect b-oriented silicalite-1 films.

In any case, the ds; value of the HC-15-incorporating secondarily
grown 0.13 pm thick silicalite-1 film (HC-15@sec-silicalite-1,
0.13 pm) was 354 pm V!, which is comparatively much
higher than those of the commercially available 2NLO materials
listed in Table 1.° This indicates the great potential of
HC-incorporating silicalite-1 films to be developed into com-
mercially viable 2NLO materials.

2.6. Inclusion in the photoexcited state®®

The above results show that HC-n dyes with n > 18 have a
great tendency to enter the primarily grown silicalite-1 channels
with the alkyl chain first (Fig. 6a), giving rise to high DUO
values (>0.67). However, the DUO values for shorter-chain
HC molecules are much smaller. Theoretical studies have
shown that, in the excited state, a substantial amount of positive
charge density develops at the dimethylamine terminal whilst
almost all of the positive charge density disappears from the
pyridinium ring® as illustrated in Fig. 8a for the case of HC-9.
This leads to the shift of the hydrophilic part from the centre to
the very end of the molecule. Therefore, the probability of the
photoexcited HC-9 (HC-9%*) to enter the channels with the alkyl
tail part first increases, as if it became a longer chain HC.
Indeed, the rel-1,,, value almost linearly increased from 1.5
to 10% upon increasing the laser power from 0.0 to 1.6 W and
then slightly decreased upon further increasing the power to
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Fig. 8 A schematic illustration of the shift of the hydrophilic part
(red) to the very end of the head part in the photoexcited state, and the
subsequent insertion into silicalite-1 channels with the tail part first (a).
Plots of the DUO and rel-I5,, (in %) with respect to the laser beam
intensity (b) and the effect of the beam polarization direction (p or s)
on the I, (on) to I, (off) ratio (c). (Adopted from ref. 48.)

2.0 W (Fig. 8b). For this experiment a line-polarized (p- or
s-polarized) laser beam (cw, 488 nm, beam size = 3 mm)
generated from an Ar"-ion laser was irradiated onto the
silicalite-1 film so that the oscillation direction of the p-polarized
laser beam is aligned parallel to the channel direction of the
silicalite-1 film and the oscillation direction of the s-polarized
laser beam is aligned perpendicular to the channel direction.
Since the molar extinction coefficient of HC-9 at 488 nm is
42570 M~ ! em ™!, irradiation of HC-9 molecules with the laser
beam ensures photoexcitation of the molecules.

Thus DUO increased almost linearly from 0.08 to 0.27
(a ~3.4-fold increase) upon increasing the laser power from
0.0 to 1.6 W (Fig. 8b). Calculation shows that 1.25 molecules
out of 6 molecules which enter each channel with the dimethyl-
amine side part first in the dark change orientation to the alkyl
side upon irradiation at 1.6 W, a 21% increase. Comparison
with the DUOs of HC-12 (0.2) and HC-15 (0.38) in the dark
suggests that HC-9" behaves like HC-13.

The ratio of rel-/,, with light on with respect to that with
light off [rel-I,(on)/rel-I,(off)] is 9.2 and 2.0 for p- and
s-polarization direction, respectively (Fig. 8c). This indicates
that those molecules that are oriented parallel to the channel
direction in the vicinity of the silicalite-1 film mostly enter the
channels in the excited state (Fig. 8a). This result opens new
areas of research on the achievement of higher DUOs by
photoexcitation and the study of its effect on the dynamics
and kinetics of molecular diffusion at the solution—zeolite
interfaces. In fact, this work demonstrates for the first time
the inclusion of molecules into zeolite channels in the photo-
excited state.*s

2.7. Orientation control by ion pairing of the carboxylate tail
with a bulky cation*’

In the case of HC-n insertion into primarily grown silicalite-1
films, N¢ increases upon decreasing n. However, its DUO
decreases as well. In this respect, an attempt to increase DUO
for short chain HC-n molecules has been made. The idea was
to incorporate HC-2-COOH (Fig. 1) into SL channels in an
aqueous solution in the presence of tetrabutylammonium
hydroxide (TBAOH), which leads to a ~ 16-fold increase in
I'el-lzw.

The values of HC-2-COOH-incorporating silicalite-1 films
prepared from the solutions of NaOH and NH4OH remain
constant at ~1.0% regardless of the concentrations of NaOH
and NH4,OH between 0.0 and 3.0 mM (Fig. 9a). Thus, the
presence of NaOH or NH,OH does not cause the increase of
DUO. In contrast, however, the rel-/,,, value increases from 1.0
to 16.0% as the concentration of TBAOH increases from 0 to
2.0 mM, and reaches a plateau when the concentration exceeds
2.0 mM. It is also important to note that N values are invariably
~ 16 per channel, regardless of the concentrations of TBAOH,
NaOH, and NH4OH. Calculation shows that a ~4-fold increase
in DUO occurs in 2.0 mM TBAOH solution. The rel-I»,, values
of the primarily grown silicalite-1 films incorporated with HC-3,
HC-18, and HC-2-COOH in the absence and presence of
TBAOH, respectively, are compared in Fig. 9b.

The remarkable effect of TBAOH arises as follows. Thus,
HC-2-COOH and TBAOH undergo acid-base titration
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Fig. 9 Plots of L, versus [TBAOH], [NaOH], and [NH4,OH], as
indicated (a). Comparison of I, values of the primarily grown
silicalite-1 films incorporating HC-3, HC-18, HC-2-COOH at
[TBAOH] of 0.0 and 2.0 mM, respectively (b). A schematic illustration
of orientation-controlled insertion of HC-2-COOH into the silicalite-1
channels with the tail first induced by the carboxylate-tetrabutyl-
ammonium ion pairing. (Adopted from ref. 49.)

leading to the formation of HC-2-COO TBA™ and H,O
(eqn (7).

HC-2-COOH + TBAOH = HC-2-COO TBA™ + H,0O
@)

Due to TBA™ (kinetic diameter of 8.1 A), which is larger
than the SL channel aperture (5.6 x 5.3 A), a majority of
HC-2-COO TBA"' ion pairs insert only the anion part
(HC-2-COO7™) into SL channels with the dimethylamine side
pointing to the glass substrate while keeping the cation (TBA ™)
outside the channel (Fig. 9¢c). The encapsulated HC-2-COO™ then
enters the channel after acquiring a proton from water by under-
going the cation metathesis reaction. This leads to the ‘head-down’
orientation of HC-2-COOH in the channels. Indeed, an inde-
pendent phase measurement study™ revealed that a larger fraction
of HC-2-COOH molecules enter the SL channels with dimethyl-
amine side first. Now we have two different orientations of
HC molecules in silicalite-1 channels, head-up and head-down
(Fig. 10a). The comparison of the maximum rel-5, values
obtained from four different results is made in Fig. 10b.

2.8. Figure of merit values of HC-15@silicalite-1

For a 2NLO material, the figure of merit (FM) values can be
defined as (deff)z/(nwznzw), where d. is obtained from eqn (8),
and n,, and n,,, are refractive indices of the 2NLO material at
the beam frequencies of @ and 2w, respect