
Chemical
Science

EDGE ARTICLE

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
4 

20
17

. D
ow

nl
oa

de
d 

on
 2

02
5/

10
/1

7 
1:

08
:2

3.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue
Energy and charg
Photochemical Dynamics Group, Institute o

Lausanne Centre for Ultrafast Science (LA

Lausanne, CH-1015 Lausanne, Switzerland.

† Electronic supplementary information (
analysis of electroabsorption contributio
plots. See DOI: 10.1039/c6sc05211h

‡ Present address: Environmental C
Environmental Systems Science, ETH Zur

Cite this: Chem. Sci., 2017, 8, 4371

Received 27th November 2016
Accepted 13th April 2017

DOI: 10.1039/c6sc05211h

rsc.li/chemical-science

This journal is © The Royal Society of C
e transfer cascade in
methylammonium lead bromide perovskite
nanoparticle aggregates†
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and Jacques-E. Moser *

Highly photoluminescent hybrid lead halide perovskite nanoparticles have recently attracted wide interest

in the context of high-stake applications, such as light emitting diodes (LEDs), light emitting transistors and

lasers. In addition, they constitute ideal model systems to explore energy and charge transport phenomena

occurring at the boundaries of nanocrystalline grains forming thin films in high-efficiency perovskite solar

cells (PSCs). Here we report a complete photophysical study of CH3NH3PbBr3 perovskite nanoparticles

suspended in chlorobenzene and highlight some important interaction properties. Colloidal suspensions

under study were constituted of dispersed aggregates of quasi-2D platelets of a range of thicknesses,

decorated with 3D-like spherical nanoparticles. These types of nanostructures possess different optical

properties that afford a handle for probing them individually. The photophysics of the colloidal particles

was studied by femtosecond pump-probe spectroscopy and time-correlated single-photon counting.

We show here that a cascade of energy and exciton-mediated charge transfer occurs between

nanostructures: upon photoexcitation, localized excitons within one nanostructure can either recombine

on a ps timescale, yielding a short-lived emission, or form charge-transfer states (CTSs) across adjacent

domains, resulting in longer-lived photoluminescence in the millisecond timescale. Furthermore, CTSs

exhibit a clear signature in the form of a strong photoinduced electroabsorption evidenced in

femtosecond transient absorption measurements. Charge transfer dynamics at the surface of the

nanoparticles have been studied with various quenchers in solution. Efficient hole transfer to N,N,N0,N0-
tetrakis(4-methoxyphenyl)benzidine (MeO-TPD) and 1,4-bis(diphenyl-amino)benzene (BDB) donors was

attested by the quenching of the nanoparticles emission. The charge transfer rate was limited by the

organic layer used to stabilize the nanoparticles, which acted as a wide spacer between reactants. The

forward charge transfer was found to take place in the sub-microsecond time-scale in competition with

slow carrier recombination, while back transfer was shown to occur with a time-constant s ¼ 25 ms.
Introduction

Organolead halide perovskites have emerged as a thrilling novel
material for photovoltaic technology. Since their rst demon-
stration a few years ago, perovskite solar cells (PSCs) have
already reached power conversion efficiencies of 22%.1 While
nanostructured perovskites were originally deposited within
mesoscopic metal oxide scaffolds,2–4 architectures of efficient
PSCs have now evolved towards the use of homogeneous thin
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lms in planar multilayer congurations. Perovskite lms and
large single crystals have been so far the focus of experiments
aiming at gaining a fundamental knowledge of the material bulk
properties. Alternatively, methylammonium or cesium perovskite
nanocrystals and colloidal nanoparticles dispersed in a solvent
have been shown to be highly promising in the context of
LEDs and lasing applications.5–11 The observation by photo-
luminescence nano-imaging and transient absorption micros-
copy of the surface of multigrain thin lms in perovskite solar
cells suggested that their efficiency is inuenced by the nano-
scopic structure of the active semiconducting layer.12–14 Recently,
energy transfer between crystal grains and photon recycling
effects were shown to contribute to a large extend to the photo-
carriers long path lengths.15 Controlled nanoparticle aggregates,
thus, constitute ideal model systems for the characterization of
interfacial non-radiative energy- and charge transfer processes at
grain boundaries, which appear to be key to the exceptional
photovoltaic performances of perovskite devices.
Chem. Sci., 2017, 8, 4371–4380 | 4371
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The study of perovskite nanoparticles provides also an
opportunity to focus on a different paradigm as for the photo-
generated species. As it happens, it has been shown that above-
bandgap photoexcitation of methylammonium lead trihalide
perovskite thin-lms mostly yields free carriers at room
temperature, although an increasing proportion of excitons is
observed as one moves up in the halogens group from iodine to
chlorine.16–20 As a consequence, excitonic features in perovskites
can hardly be studied for thin-lm architectures. Synthesizing
and characterizing their nanostructured counterpart that
present much larger exciton binding energies,21 however, allows
for direct observation of excitonic behavior.

A rst synthesis of CH3NH3PbBr3 perovskite nanoparticles was
proposed by Schmidt et al.,22where the stability of the suspension in
aprotic, moderately polar solvents is ensured by the presence of an
organic capping layer, typically consisting of alkylammonium long-
chain cations. Ulterior studies endeavored to characterize those
colloidal suspensions and highlighted the presence of a broad
distribution of nanostructures. On top of 3D perovskite nano-
particles, perovskite nanoplatelets of various thicknesses exhibiting
2D quantum connement were identied.21,23 Further synthesis
attempts, aiming at getting improved CH3NH3PbX3 (X ¼ Br, I)
suspensions in terms of stability, emission properties and mono-
dispersity, were later reported, although with mitigated results.24,25

The presence of nanoplatelets in colloidal suspension was
exploited in quantum connement studies. It was shown in
particular that the proportion and thickness of the quasi-2D
nanoplatelets can be tuned by varying (i) the ratio between the
long-chain alkylammonium capping ligand and the methyl-
ammonium halide precursor and (ii) the length of the capping
alkyl chain with use of butylammonium and octadecylammo-
nium instead of octylammonium, for example.21,26,27 Investiga-
tions on those species later demonstrated the presence of a strong
quantum connement, yielding a blue-shi of the emission and
absorption as the thickness of the platelets decreases.26,28

Only few studies focused on the photophysical properties of
methylammonium lead–bromide perovskite nanoparticles.
Remarkably high values of the photoluminescence quantum
yield of 17–20% were reported,28–30 which were generally attrib-
uted to an enhanced exciton binding energy compared to bulk
perovskites, sustained by reported values around 320 meV.21

In this work, we focus on colloidal suspensions of methyl-
ammonium lead–bromide perovskite nanoparticles in chloro-
benzene. Excitation wavelength-dependent ultrafast transient
absorbance measurements were performed to characterize their
optical properties. Two different reductive quenchers were then
added to the solution, providing insights into charge-transfer
dynamics and related interfacial phenomena that were probed
with a combination of techniques, namely ultrafast transient
absorbance spectroscopy, nanosecond ash photolysis and
time-correlated single-photon counting.

Experimental
Samples

Colloidal CH3NH3PbBr3 nanoparticles were prepared following the
method described by Schmidt et al.,20 yielding octylammonium-
4372 | Chem. Sci., 2017, 8, 4371–4380
capped nanoparticles. Dried nanoparticles were stored in the
dark and under dry air at all times.

Thorough solvent tests were performed to maximize the
stability of the colloidal suspensions. In this context, it
appeared that colloidal suspensions in chlorobenzene exhibited
desirable features, such as a high stability, in particular for
highly concentrated sols, and favorable solvation interactions,
limiting the adsorption of the nanoparticles on the walls of the
vial/cuvette.

A stable stock colloidal suspension was prepared every
month, and various dilutions were made and used for the
different experiments. Transient-absorbance and steady-state
absorbance data have been recorded at nanoparticle density
of 100 mg mL�1, while TCSPC and steady-state uorescence
measurements have been recorded with 10 mg mL�1 samples.
The stability of the stock solution was routinely checked
through absorbance spectra measurements. In addition, every
sample was carefully degassed by bubbling with argon for 30
minutes before optical measurements.
Methods

Ultrafast transient absorbance (TA) spectra of methyl-
ammonium lead bromide perovskite nanoparticles were
acquired using femtosecond pump-probe spectroscopy at two
different excitation wavelengths. The pump beam at lex ¼
480 nm or 390 nm was obtained either by pumping a two-stage
non-colinear optical parametric amplier (NOPA) with the
output of a chirped pulse amplied Ti:Sapphire laser (CPA-
2001, Clark-MXR, 778 nm fundamental central wavelength,
120 fs pulse duration, 1 kHz repetition rate) or by frequency
doubling in a BBO crystal, respectively. In the rst case, pulses
were compressed to �43 fs FWHM duration in a pair of SF10
prisms. The probe beam was generated by directing a portion of
the 778 nm fundamental output of the laser into a CaF2 crystal,
yielding a white light continuum spanning over a 400–780 nm
wavelength domain. The probe uence at the sample was much
lower than that of the pump. Similarly, its diameter was smaller
to ensure homogeneous excitation of the probed area. The
dynamics of the photoinduced signals were obtained with
a computer-controlled delay-line on the pump path. The probe
beam was splitted before the sample into a beam going through
the sample (signal beam) and a reference beam. Both signal and
reference beams were directed to respective spectrographs
(Princeton Instruments, Spectra Pro 2500i) and detected pulse-
to-pulse with 512 � 58 pixels back-thinned CCD detectors
(Hamamatsu S07030-0906). The pump beam was chopped at
half of the laser frequency (500 Hz) and satisfying signal-to-
noise ratio was obtained by typically averaging 3000 spectra.
The time resolution of the experiment depended on the exci-
tation wavelength and was 200 fs for lex ¼ 390 nm (second
harmonic) and 90 fs for lex ¼ 480 nm.

Similarly, long-time behavior of the sample was character-
ized using nanosecond ash photolysis. The pump beam (lex ¼
480 nm) was generated by a frequency-tripled Q-switched
Nd:YAG laser (Ekspla NT-342, 355 nm, 20 Hz repetition rate)
pumping an optical parametric oscillator (OPO), yielding pulses
This journal is © The Royal Society of Chemistry 2017
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of ca. 5 ns duration (FWHM). The probe beam was obtained
from a cw halogen lamp and was passed through a mono-
chromator to select the detection wavelength and avoid unde-
sired illumination before being focused onto the sample. The
transmitted probe light was then passed through a second
monochromator and detected either by a fast photomultiplier
tube (R9910, Hamamatsu) in the visible or by an InGaAs
photodiode (SM05PD5A, Thorlabs) for near-infrared measure-
ments. The resulting signals were recorded and digitalized with
a broad bandwidth digital oscilloscope (Tektronix, DPO 7254),
with a typical averaging over 2000 shots.

In turn, the long-time time-dependence of the nanoparticles
emission was unraveled via time-correlated single-photon
counting (TCSPC) measurements. TCSPC dynamics were
recorded by a Horiba Fluorolog-3 spectrouorometer, using
a 405 nm NanoLed laser diode as an excitation source (<200 ps
pulse duration, 11 pJ per pulse). In order to avoid pile-up
phenomena, the portion of photons reaching the detector per
cycle was kept under 2% by adjusting the width of various slits
within the setup.

Finally, steady-state characterization of the nanoparticles was
performed. UV-vis absorbance spectra were recorded on a Perki-
nElmer Lambda 950 UV/vis/NIR spectrophotometer equipped
with an integrating sphere to account for light-scattering by the
sample. Steady-state photoluminescence spectra were measured
using a PerkinElmer LS 50B spectrouorometer.
Results and discussion
Evidence for cascade transfer: steady-state properties,
excitation-dependent transient absorbance measurements
and luminescence lifetimes

We prepared suspensions of CH3NH3PbBr3 nanoparticles in
chlorobenzene. As presented in Fig. 1A, these suspensions exhibit
several optical features, which were already reported and
demonstrated to arise from a broad distribution of nano-
structures:23 specically, bulk-like tri-dimensional perovskite
nanoparticles and various-sized nanoplatelets with formula
Fig. 1 Steady-state optical properties of a suspension of CH3NH3PbB
luminescence (green) spectra. The emission spectrum was obtained w
excitation spectra measured for four emission wavelengths correspond
respectively. Red: lobs ¼ 520 nm, blue: lobs ¼ 490 nm, green: lobs ¼ 48

This journal is © The Royal Society of Chemistry 2017
(C6H13NH3)2(CH3NH3)m�1PbmBr3m+1.21,23,25,27,28 These are denomi-
nated “quasi-2D” (q-2D) perovskites, as they exhibit an almost two-
dimensional structure comprising m layers of perovskite unit
cells, surrounded by the octylammonium cations of the capping
layer.

We observe an absorption spectrum similar to the one re-
ported by Tyagi et al. From the abovementioned papers, the
various absorption peaks in Fig. 1A were assigned as follows:
the peak with lmax ¼ 409 nm corresponds to 2D or q-2D
perovskite with m ¼ 1. The absorbance maxima at lmax ¼
453 nm, lmax ¼ 472 nm and lmax ¼ 489 nm are respectively
attributed to q-2D perovskite withm¼ 3, q-2D perovskite withm
¼ 4 and q-2D perovskite with m ¼ 5. Finally, bulk 3D perovskite
nanoparticles absorb at lmax ¼ 520 nm, as expected for pristine
CH3NH3PbBr3.21

Similarly, we observed that the ve different perovskite
nanostructures could also be distinguished in the emission
spectrum, which displays peaks displaced by a Stokes shi of
about 8 nm compared to the absorbance features. Interestingly,
the relative intensities between the absorbance peaks and their
corresponding emission features do not follow the same trend.
In particular, the maximum of the emission spectrum at lobs ¼
530 nm corresponds to the lower edge of the absorbance spec-
trum and therefore to the 3D perovskite, with an absorbance
maximum at 520 nm. Such a discrepancy can be rationalized in
two ways: either a cascade of energy and/or charge transfer
processes occurs between different nanostructures, with pref-
erential radiative recombination from the 3D sites, or those
nanostructures simply exhibit very different emission quantum
yields. The latter is a reasonable postulate, as one expects the
emission quantum yield in a semiconductor to increase with
the exciton binding energy and decrease as the surface area
increases, because of the higher density of trap state yielding
non-radiative decay pathways. In this context, it was shown that
the exciton binding energy diminishes as the thickness of the
platelets increases, yielding a minimum for the bulk perovskite
material.31 Thus, a trade-off emerges: the thinner platelets
exhibit at the same time a larger binding energy, and more trap
r3 nanoparticles in chlorobenzene. (A) Absorption (blue) and photo-
ith an excitation wavelength lex ¼ 390 nm. (B) Photoluminescence
ing to 3D and q-2D perovskite nanoparticles, with m ¼ 5, 4 and 3,
0 nm, and yellow: lobs ¼ 455 nm.

Chem. Sci., 2017, 8, 4371–4380 | 4373
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states and one, hence, expects an optimum quantum yield for
the type of platelets exhibiting the best compromise between
those two parameters. As a matter of fact, quantum yields for
various-sized nanoplatelets up to m ¼ 5, as well as for bulk
bromide perovskite, were recently measured and this effect is
perfectly illustrated. The quantum yield is indeed maximized
for platelets withm¼ 4 andm¼ 5 (20–30%), and then decreases
to reach 2% for single-layer platelets and 4% for bulk perov-
skite.26 In this light, the hypothesis of cascade energy and/or
charge transfer within our suspensions appears very probable.
As an evidence of the occurrence of cascade energy transfer,
Fig. 1B displays a series of excitation spectra corresponding to
four different nanostructures (3D and q-2D perovskites with m
¼ 3, 4 and 5). It emerges that the shape of the excitation spectra
is completely independent on the excitation wavelength, which
indeed reects excitation energy transfer between the different
domains in presence.

Fig. 2 displays the transient absorbance change following l ¼
390 nm pulsed excitation. We observe a strong bleaching feature
peaking at 525 nm and strong oscillations on the blue side of the
spectrum. Data for lex ¼ 480 nm excitation are provided in ESI
(Fig. S1†). These two excitation wavelengths have been chosen to
selectively excite a given subset of the nanostructures in pres-
ence: while all nanostructures are excited at 390 nm, only three of
them are activated upon l ¼ 480 nm excitation, 3D and q-2D
perovskites with m ¼ 4 and m ¼ 5. To further support the
occurrence of a cascade of energy and possibly charge transfer
among nanostructures, a global tting procedure of the time-
resolved spectral data to a kinetic equation was performed.
With such a process, we can express a time-series of transient
absorbance spectra as a linear combination of the spectra of the
various populations constituting the system, with their own
dynamics (decay associated spectra, DAS). Population kinetics, as
well as their individual spectra are obtained this way, allowing to
shed light on interacting populations, and the possibility of
charge and/or energy transfer processes. Details of the multi-
exponential tting procedure are provided in the ESI† along with
sample results. In addition, Fig. S2† assesses the tting quality by
displaying it on top of experimental points.
Fig. 2 Transient absorption spectra of a suspension of CH3NH3PbBr3
nanoparticles in chlorobenzene at different time delays following lex¼
390 nm pulsed excitation. Red: t¼ 2 ps, purple: t¼ 50 ps, blue: t¼ 200
ps, green: t ¼ 500 ps, and yellow: t ¼ 1820 ps.

4374 | Chem. Sci., 2017, 8, 4371–4380
A biexponential decay for excitation at 480 nm and a triex-
ponential decay for excitation at 390 nmwere extracted from the
tted dynamical data. These were obtained in conditions, where
the excitation energy uence was kept sufficiently low as to
remain below the non-geminate recombination regime. The
corresponding decay associated spectra are reported in Fig. 3A
and B, along with the dynamics recorded at 520 nm (Fig. 3C and
D). Those dynamics are attributed to a combination of ground-
state bleaching (GSB) and stimulated emission (SE).

On Fig. 3A (lex ¼ 480 nm), one distinguishes two decay
associated spectra with time constants of 54 ps and 489 ps
respectively. The former contribution covers the spectral region
of the q-2D perovskites with m ¼ 5 and exhibits a negative peak
centered at 515 nm. The second contribution in turn mostly
features a negative amplitude centered at 520 nm aside a weaker
positive signal extending into the blue region. This second
contribution reects the long-time transient absorption spectra
reported in Fig. S1,† and represents the decay kinetics of the
bulk nanoparticles population. Alternatively, the rst contri-
bution is assigned to the transfer of population from q-2D
perovskites with m ¼ 5 towards the 3D sites. Those two decay
associated spectra conrm that at least two nanostructures
contribute to the dynamics of the 520 nm peak (GSB + SE). To
further support the fact that those two contributions indeed
arise from interacting nanostructures and do not reect an
excessively high carrier density, we refer to Fig. 3C that displays
uence-dependent dynamics at 520 nm. At short times, and as
excitation energy uence increases, it clearly appears that one
moves from a monomolecular process (exponential decay) to
a higher-molecularity kinetics attributed to non-geminate
carrier recombination (uence > 21 mJ cm�2). We can then
conclude that the DAS obtained from global tting our data
with lex ¼ 480 nm (Fig. 3A, recorded at an energy uence of 10.5
mJ cm�2) describes the interaction of two nanostructures and is
not due to an excitation density artifact.

Alternatively, following lex ¼ 390 nm excitation, one obtains
three decay associated spectra with time constants of 1.3 ps, 50
ps and 377 ps, displayed on Fig. 3B. The rst contribution
mainly consists in strong oscillations between 420 nm and
490 nm and represents the rise of the oscillatory signal already
described in Fig. 2. The two other contributions feature
diminishing oscillations and a growing and sharpening nega-
tive amplitude centered at 520 nm. This is assigned, again, to
population transfer from the blue side of the spectrum to the 3D
sites. Fig. 3D (uence-dependent dynamics at 520 nm following
lex ¼ 390 nm excitation) unambiguously demonstrates that the
decay rate is triphasic at all uences. This conrms that the
three decay associated spectra described above result from the
excitation of all the nanostructures in presence and their
ensuing interactions, and, again, are not an excitation density
artifact.

As an additional supporting evidence of cascade transfer
processes, we characterized the photoemission of the nano-
particles suspension, as it is particularly sensitive to those
phenomena. In this respect, we resorted to the TCSPC tech-
nique to consider the long-time behavior, at the microsecond
time-scale, of emission at lobs ¼ 455, 475, and 523 nm,
This journal is © The Royal Society of Chemistry 2017
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Fig. 3 (A) Result of a global fitting procedure of transient absorbance data obtained for a suspension of CH3NH3PbBr3 nanoparticles in chlo-
robenzene for the excitation wavelength lex ¼ 390 nm at an energy fluence of 10.5 mJ cm�2. Red: s ¼ 54 ps, blue: s ¼ 489 ps. (B) Result of the
global fitting procedure of transient absorbance data obtained in the same conditions for lex¼ 390 nm and an energy fluence of 14 mJ cm�2. Red:
s ¼ 1.3 ps, blue: s ¼ 50 ps, and green: s ¼ 377 ps. (C) Combination of ground-state bleaching (GSB) and stimulated emission (SE) peak (520 nm),
intensity-dependent dynamics for lex ¼ 480 nm. Red: 7 mJ cm�2, purple: 10.5 mJ cm�2, blue: 21 mJ cm�2 green: 35 mJ cm�2 and yellow: 52 mJ
cm�2. Inset: zoom on the two transient signals obtained at lower fluences. The appearance of a third exponential emerges clearly with fluences
$21 mJ cm�2. (D) GSB + SE peak intensity-dependent dynamics for lex ¼ 390 nm. Three exponentials are needed at all fluences. In this case, red:
9 mJ cm�2, purple: 14 mJ cm�2, blue: 27 mJ cm�2, green: 45.5 mJ cm�2, and yellow: 68 mJ cm�2. Inset: zoom on the two transient signals obtained
at lower fluences.

Edge Article Chemical Science

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

9 
4 

20
17

. D
ow

nl
oa

de
d 

on
 2

02
5/

10
/1

7 
1:

08
:2

3.
 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
following lex ¼ 405 nm excitation. The signals measured at
these three wavelengths are dominated by the emission of the
m ¼ 3 and m ¼ 4 platelets, as well as of the 3D bulk-like
nanoparticles.

Similarly, we addressed the short-time luminescence
behavior with transient absorbance (TA) following 390 nm
excitation and extracting the dynamics at wavelengths involving
a pure or a major fraction of emission: lobs ¼ 476, 491, and
555 nm. The small discrepancy between the TCSPC and TA
selected wavelengths arises from the high complexity of the TA
spectrum, demanding a selection outside of the expected
emission maxima.

Each of the traces on Fig. 4A and B can be tted with
a triexponential model, the latter moreover involving a convo-
lution with the Gaussian response function of the instrument.
We present the resulting time constants in Table 1. Note that
the shortest TA time constant reects the rise of the signal,
while the two others correspond to its decay. On the contrary,
TCSPC dynamics effectively feature a triexponential decay. In
both cases, we attribute these multiexponential decays to the
This journal is © The Royal Society of Chemistry 2017
entanglement of various nanostructures, as already discussed
here above.

At all wavelengths under study, the photoluminescence
appears to decay over two very different timescales (ps vs. ms)
and the photoluminescence lifetime increases signicantly as
one moves to longer wavelengths for both timescales. In addi-
tion, we stress the notably slower rise time for 3D nanoparticles.

We attribute the rst of those features to the presence of
different types of excitons with different lifetimes (vide infra).
The second and third feature arises from interacting nano-
structures and can be considered symptomatic of a cascade
transfer process from the larger bandgap, quantum-conned,
nanoplatelets all the way to the bulk 3D nanoparticles.
Evidence for CT excitons: analysis of the transient absorption
spectra and of the different emission lifetimes

Looking back at the transient absorption data on Fig. 2, one
observes strong oscillations on the blue side of the spectrum.
This feature looks very much like the rst or second derivative
of the absorption spectrum of q-2D nanoplatelets within the
Chem. Sci., 2017, 8, 4371–4380 | 4375
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Fig. 4 Dynamics of the emission of a suspension of CH3NH3PbBr3 nanoparticles in chlorobenzene on two different timescales. (A) Microsecond
timescale from TCSPC following 405 nm excitation. Dark blue: lobs ¼ 455 nm, light blue: 475 nm and green: 523 nm. (B) Picosecond timescale,
extracted from the lex ¼ 390 nm TA spectrum in regions where emission could be isolated. Dark blue: lobs ¼ 476 nm; light blue: 496 nm and
green: 555 nm. Note that we chose to display here dynamics recorded at a higher fluence (52 mJ cm�2), to further highlight the considered
trends. Excitation energy fluences as low as 10 mJ cm�2 have been applied, yielding identical behaviors.

Table 1 Fitted photoemission lifetime for three nanostructures (m¼ 3
and m ¼ 4 platelets, and 3D bulk-like nanoparticles). (A) presents the
time constants obtained with TCSPC (lex ¼ 405 nm), while (B) presents
the time constants (lex ¼ 390 nm) extracted from transient absorption
measurements

(A)

lobs s1 (ns) s2 (ns) s3 (ns)

455 nm 2.05 � 0.02 21 � 1 145 � 10
475 nm 6.82 � 0.16 51 � 1 262 � 3
523 nm 29 � 1 203 � 5 1200 � 25

(B)

lobs s1 (ps) s2 (ps) s3 (ps)

476 nm 0.153 � 0.04 0.381 � 0.09 5.14 � 0.25
496 nm 0.186 � 0.03 0.507 � 0.09 8.67 � 0.36
555 nm 0.61 � 0.4 1.2 � 0.8 32 � 5

Fig. 5 Modeled electroabsorption signal of a suspension of CH3-
NH3PbBr3 nanoparticles in chlorobenzene. The blue part of the
observed transient absorption spectrummeasured at a time delay of 2
ps (black line) fits well with a simulated electroabsorption spectrum
(red) dominated by the second derivative component of the ground
state absorption spectrum (see ESI† for details).
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400–480 nm wavelength region. To shed light on the underlying
process, the transient absorption spectrum at a time-delay
of 2 ps is shown in Fig. 5, along with a simulated differential
electroabsorption spectrum (see ESI† for details). The corre-
spondence between the measured and simulated differential
spectra allows to assign a signicant part of the transient
optical features observed below 500 nm to a photoinduced
electroabsorption.

The term “electroabsorption” designates the change in the
absorption spectrum of a system subjected to an electric eld,
be it applied externally or originating from photogenerated
carriers. For molecular and excitonic systems, the electro-
absorption generally results from a quadratic Stark effect.32

Based on a perturbative approach, such electroabsorption
signals can be shown to correspond to a linear combination of
the rst and second derivatives of the linear absorption spec-
trum (see ESI†). For anisotropic samples such as nanoparticles
suspensions, the related amplitudes of these two components
4376 | Chem. Sci., 2017, 8, 4371–4380
are then respectively given by the change in polarizability of the
material and by the change in dipole moment upon the elec-
tronic transition of interest.

Fig. 5 shows that the observed differential electroabsorption
signal appears to be dominated by the second derivative of the
absorption spectrum (see ESI† for details), which amplitude is
given by the change of a permanent dipole moment. Because
Frenkel and Wannier-Mott bulk excitons do not display
a permanent dipole moment, they are not likely to generate any
signicant electric eld that could induce the observed elec-
troabsorption.33 On the contrary, interfacial charge transfer (CT)
states, where the electron and the hole occupy adjacent
domains, exhibit a permanent dipole. These CT excitons are
known to occur primarily in ionic solid materials,34 such as the
lead halide perovskites, and are believed to be responsible for
the observed photoinduced electroabsorption. Aside the
photoinduced electroabsorption signal, the presence of CT
excitons ts well with the observation underlined above of two
This journal is © The Royal Society of Chemistry 2017
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different emission timescales (ps vs. ms). We indeed assigned
this phenomenon to the recombination of two different exciton
populations. From the long lifetime of the photoinduced elec-
troabsorption signal (longer than 2 ns), we deduce that the CT
states are long-lived. As a consequence, those two exciton pop-
ulations would be localized excitons (within one nanostructure)
that recombine on the ps timescale and those CT excitons.

Furthermore, the presence of CT excitons is of high interest
as it evidences the occurrence of interstructure charge transfer
in addition to the previously discussed energy transfer
processes.

Interaction between nanostructures and global photophysical
perspective

In the above sections, we gathered evidence towards cascade
energy and CT exciton-mediated charge transfer, from the
larger bandgap to the lower bandgap nanostructures. The
cascade transfer is supported by steady-state optical measure-
ments, global analysis of transient absorption data at two
different wavelengths and emission lifetime characterization.
Excitation energy transfer was evidenced by the wavelength
independence of the excitation spectra (Fig. 1B). Similarly, the
occurrence of charge transfer is sustained by the presence of
interfacial charge transfer states, which involvement is deduced
from the observation of a second derivative-dominated photo-
induced electro-absorption signal in TA experiments and by the
presence of two very different emission timescales (ps vs. ms),
assigned to different excitons populations.

We hence come up with a photophysical model where our
colloidal suspensions involve two distinct excitons populations
generated upon photoexcitation: localized exciton whose local-
ized character increases as we move to thinner platelets and CT
excitons, yielding the processes illustrated in Fig. 6.

First, the photoexcitation of two or more nanostructures
forms localized excitons yielding a bleaching of the excitonic
Fig. 6 Cartoon illustrating the energy- and charge transfer processes oc
perovskite colloidal aggregates. Left: Energy- and/or charge transfer ca
thicknesses and eventually a 3D bulk-like nanoparticle. Right: Energetic
a nanoparticle aggregate: upon photoexcitation of a thin q-2D (m ¼ 3) n
particle (process I). Electrostatic interaction of the electron with a hole r
ellipse). Subsequent hole transfer (process II) leads to the excitation o
nanostructure characterized by a narrower bandgap is then possible
formation of a new interfacial CT excitonic species.

This journal is © The Royal Society of Chemistry 2017
transition in the transient absorbance measurements. Then,
localized exciton emission for all excited nanostructures, with
a picosecond lifetime, competes with the formation of CT
excitons with neighboring, smaller band-gap nanostructures.
Finally, dissociation of the CT excitons on the nanosecond
timescale allows for the radiative recombination of relocalized
electron–hole pairs and results in the observed long-lived
emission.

The cascade of charge transfer processes reported here have
been recently highlighted in solution-processed, highly effi-
cient, LEDs devices.9 They are thus likely to occur in the same
way between different perovskite domains that could coexist
within a thin-lm photovoltaic device and, therefore, take place
within the charge transport process following light absorption.
Hence, this picture could occur in parallel and similarly to the
recently highlighted photon recycling (long distance radiative
energy transfer), playing a crucial role in the remarkable effi-
ciency of PSCs.13

Interaction with donor and acceptors: dynamics of charge
transfer at the solution interface

Charge-transfer processes occurring at the particle/solution
interface were scrutinize to provide a comprehensive character-
ization of the nanoparticles interfacial properties. Two organic
electron donor molecules N,N,N,N-tetrakis(4-methoxyphenyl)
benzidine (MeO-TPD) and 1,4-bis(diphenyl-amino)benzene
(BDB) (molecular structures provided in ESI, Fig. S4†) were
selected based on three different criteria. The rst criterion
concerns the thermodynamics: the energetics of the quencher
must match that of the nanoparticles for an electron transfer to
occur. The second emerges as a discrimination criterion, as the
absorption of the quencher must not overlap with that of the
nanoparticles to allow optical observation of the reaction. The
third and last criterion also aims at optimizing the monitoring of
the reaction: the oxidized quencher must exhibit an optical
curring between the various nanostructures constituting CH3NH3PbBr3
scade (curved blue arrows) between q-2D nanoplatelets of increasing
scheme of some examples of photophysical processes taking place in
anoplatelet, interfacial electron transfer can take place to the adjacent
emaining on the other side of the interface yields a CT exciton (green
f the m ¼ 4 q-2D nanoplatelet. Energy transfer to a neighbouring
(process III). Interfacial hole transfer (process IV) finally enables the

Chem. Sci., 2017, 8, 4371–4380 | 4377
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signature in an accessible spectral range, typically in the vis-NIR
domains, and the transient species should ideally not exhibit any
overlap with the optical features of the nanoparticles.

Fig. 7 shows that MeO-TPD and BDB absorption spectra and
that of the corresponding oxidized species full the above-
mentioned criteria.35–37 Besides their favorable thermody-
namics, both molecules show an absorbance cut-off below
400 nm, fullling the discrimination criterion. In addition,
their oxidized species have intense bands in the IR with maxima
at 1400 and 900 nm, respectively, which do not overlap with the
bare nanoparticles absorption spectrum.

Thorough Stern–Volmer analyses have demonstrated that
the two selected electron donors efficiently quench the emission
of a nanoparticle mixture as reported in the ESI.† The dynamics
of those charge-transfer processes have been studied on two
different timescales and with two different techniques, namely
ultrafast transient absorbance (TA) to monitor the forward
electron transfer and nanosecond ash photolysis to resolve the
charge recombination reaction.

In the framework of time-resolved spectroscopy, a charge
transfer should result in sizeable changes in the dynamics of
Fig. 7 Absorption spectra of both quenchers in the neutral (red) and oxid
(BDB). The spectra of the oxidized species have been recorded after q
oxidizer NOBF4.

Fig. 8 Nanosecond flash photolysis dynamics (lex ¼ 480 nm, Ar atmos
donors: MeO-TPD (A) and 1,4-bis(diphenylamino)benzene (B). A differe
match their respective absorption maxima: lobs ¼ 1500 nm (MeO-TPD) a
biexponential fits of the experimental points.

4378 | Chem. Sci., 2017, 8, 4371–4380
bleaching or stimulated emission signals and the concomitant
appearance of an optical signature corresponding to an
oxidized quencher species. No such features could be resolved
with ultrafast transient absorbance on a timescale up to 2 ns.
Hence, we were not able to resolve the electron transfer
dynamics from the quencher to the nanoparticles.

Fig. 8 shows ash photolysis transient dynamics of oxidized
quenchers following lex ¼ 480 nm excitation of the nano-
particles solution under inert Ar atmosphere up to 5 ms. The
prompt appearance of transient absorption signals corre-
sponding to the oxidized state of MeO-TPD at lobs ¼ 1500 nm
and of BDB at 950 nm was observed. The rise of the signal lies
within the laser pulse, and we can then assume that photoin-
duced interfacial charge separation occurs with a time constant
comprised between 5 ns (TA timescale) and 1 ms (ash photol-
ysis time resolution in the near infrared). The analysis of Stern–
Volmer plots (see ESI†) shows that electron transfer to the
valence band of perovskite involves donor molecules associated
within the organic capping layer. Time constants for forward
electron transfer of s ¼ 170 ns and 60 ns were estimated for
MeO-TPD and BDB, respectively.
ized (blue) forms. (A) MeO-TPD and (B) 1,4-bis(diphenylamino)benzene
uantitative reaction of the neutral compounds with the one-electron

phere) for a mixture of CH3NH3PbBr3 nanoparticles with two electron
nt detection wavelength was selected for each quencher, in order to
nd 950 nm (1,4-bis(diphenylamino)benzene). Dark blue lines represent

This journal is © The Royal Society of Chemistry 2017
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The recombination of conduction band electrons with the
oxidized MeO-TPD+ and BDB+ was followed by monitoring the
time evolution of the transient absorption of the latter species
(Fig. 8). The decay of the transient absorption of MeO-TPD+ at
lobs ¼ 1500 nm was tted with a biexponential rate law, yielding
time constants s1 ¼ 1.6 ms and s2 ¼ 22 ms. In turn, the decay of
the oxidized BDB appeared mainly monoexponential with s1 ¼
26 ms. Although, great care was taken to minimize the excita-
tion energy uence to the actual limits of the instrument
detection (hence the large noise marring the kinetic traces re-
ported in Fig. 8), it was not possible to ensure that at most one
conduction band electron-oxidized donor cation pair is
produced per particle and per laser pulse. Therefore, it is not
expected that the recombination dynamics can be tted by
a single exponential and the initial fast component of the
kinetics is likely to be due to a bimolecular process.

A complex kinetics for forward electron transfer and
recombination could also result from a distribution of the
distances separating the perovskite surface from the donor
molecules that could penetrate to some degree the organic
capping layer of the particle or rest at its external boundary. Due
to the large difference in timescale, the photophysical processes
intrinsic to the nanoparticles are not affected by the addition of
quencher molecules. When electron transfer occurs, most of the
inter-nanostructures cascade processes must, then, already be
over, implying that the interfacial electron transfer predomi-
nantly takes place from the 3D bulk-like nanostructures.
Depending on the morphology of the nanoparticle aggregates,
the latter 3D structures might be more or less exposed to the
solution and the donor molecules, constituting an additional
source of dispersion for the kinetics of interfacial charge
transfer.

Conclusion

We synthesized CH3NH3PbBr3 perovskite nanoparticles and
studied their suspension in chlorobenzene. Such suspensions
contain various nanostructures: quasi-2D nanoplatelets of
variable thickness and 3D bulk-like nanoparticles. These
structures exhibit several optical signatures that were previously
reported and assigned. The nanoplatelets are blue-shied
compared to the bulk perovskite, due to a signicant conne-
ment regime. Using a combination of steady-state, excitation-
dependent ultrafast transient absorbance and TCSPC
measurements, we unraveled the presence of signicant inter-
structures interactions in the form of a cascade of energy and
charge transfer, the latter being mediated by the formation of
interparticle charge transfer states. Upon photoexcitation,
localized excitons are formed within one nanostructure. They
either rapidly recombine, yielding a short-lived emission on the
picosecond timescale, or turn into CT states following injection
of one type of carrier into a narrower band-gap, neighboring
nanostructure. These CT excitons posses a permanent dipole
and submit the material at close proximity to an electric eld,
which produces a signicant photoinduced electroabsorption
contribution to the transient absorption spectra. Carrier pairs
contained in CT excitons eventually recombine, resulting in the
This journal is © The Royal Society of Chemistry 2017
long-lived, microsecond emission observed with TCSPC. Similar
cascade charge transfer processes in highly efficient LEDs and
photovoltaic devices is likely to occur in materials characterized
by a multigrain morphology. As much as long-distance radiative
energy transfer within the active lm of a perovskite solar cell
(photon recycling), non-radiative energy transfer and inter-
domain charge transfer mediated by interfacial CT states
could play an important role in slowing down the recombina-
tion of photocarriers and increasing their diffusion length.

The dynamics of interfacial charge transfer from donor
molecules in solution to the CH3NH3PbBr3 nanoparticles was
studied. Efficient electron transfer from N,N,N0,N0-tetrakis(4-
methoxy-phenyl)benzidine (MeO-TPD) and 1,4-bis(diphenyla-
mino) benzene (BDB) resulted in an efficient quenching by up to
respectively 90% and 96% of the photoemission of the semi-
conductor. The time constants of forward electron transfer were
estimated at s ¼ 170 ns and 60 ns, while a remarkably long
photoinduced charge separation could be sustained for more
than 20 ms in the presence of both donors.
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