
Chemical
Science

EDGE ARTICLE

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

6 
7 

20
19

. D
ow

nl
oa

de
d 

on
 2

02
5/

10
/1

6 
11

:1
2:

10
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.

View Article Online
View Journal  | View Issue
Metal-free perov
aDepartment of Chemistry and Biochemistry

USA. E-mail: chendon@uoregon.edu
bDepartment of Materials Science and E

Singapore, 117575, Singapore. E-mail: pcan
cSciML, Scientic Computing Division, Rut

Harwell, UK. E-mail: keith.butler@stfc.ac.uk

† Electronic supplementary information
band gaps, dielectric constants, refractiv
and dnorm, respectively. See DOI: 10.1039/

‡ These authors contributed equally.

Cite this: Chem. Sci., 2019, 10, 8187

All publication charges for this article
have been paid for by the Royal Society
of Chemistry

Received 9th July 2019
Accepted 19th July 2019

DOI: 10.1039/c9sc03378e

rsc.li/chemical-science

This journal is © The Royal Society of C
skites for non linear optical
materials†
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Christopher H. Hendon, *a Keith T. Butler *c and Pieremanuele Canepa *b

We identify the existence of non linear optical (NLO) activity in a number of novel ABX3-type metal-free

perovskites, where A is a highly tuneable organic cation, B is a NH4 cation and X is a halide anion.

Through systematic first-principles calculations, we identify important trends to chart the second-

harmonic generation of this class of materials. We study three perovskites MDABCO–NH4I3, CNDABCO–

NH4I3 and ODABCO–NH4I3 for use as deep-UV second-harmonic generation materials. We identify the

role of the dipole moment imparted by the organic group on the A cation as an important parameter to

tune the NLO properties of these materials. We apply this knowledge functionalising the organic group

DABCO with the highly polar cyanide CN� group, and we demonstrate a significant improvement of the

NLO response in this family of materials. These findings can accelerate the application of metalfree

perovskites as inexpensive, non-toxic, earth-abundant materials for the next generation of optical

communication applications.
1 Introduction

Light has been utilized as a communication device for many
centuries. Recently, non-linear optics (NLO) and second
harmonic generation (SHG) have been at the heart of several
technological revolutions. With the advent of the internet,
conveying information and data by means of ber-optics and
lasers have transformed telecommunications. The development
of ber-optic devices with increased performance has fuelled
a surge of interest in the development of materials with ever-
increasing data-transfer capabilities.1–10 Materials, such as
LiNbO3 and LiTaO3 with NLO and SHG are at the core of high-
speed electro-optic modulator devices, signicantly boosting
the transmission capacities of the telecommunication infra-
structure (�10 Gbit s�1).1,11 In parallel NLO materials for deep-
UV lasers are being used in semiconductor manufacturing,
photolithography, laser systems, and advanced instrument
development.

The demand for apparatus with increased performance
requires the development of novel inexpensive NLO materials
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and every year the electronic and telecommunication indus-
tries demands the production of �40 000 tons of LiNbO3. The
soaring costs of lithium and niobium,12,13 and thus LiNbO3

requires the development of the new generation of NLO
materials relying on more earth-abundant elements.14–16 This
is further aggravated by the fact that LiNbO3 melts incon-
gruently and the manufacturing of congruently lithium
niobate single crystals requires cooling of Li-poor non-
stoichiometric melts of LiNbO3,17 adding additional produc-
tion costs.

Meanwhile, for deep-UV applications Tran et al.9 have shown
that only a handful of materials, such as KBe2BO3F2, RbBe2-
BO3F2 and CsBe2BO3F2, sharing similar structural features
currently full the desired requirements. However, these
materials contain toxic Be, whose usage is prohibited in many
countries. Therefore, materials with better NLO characteristics
are required to supplant deep-UV lasers.10 As identied by
Halasyamani and Rondinelli,10 NLOmaterials for application in
deep-UV lasers must full a minimal number of requirements:
(i) the atoms in the material should present a non-
centrosymmetric arrangement, (ii) the material absorbs light in
the deep-UV spectrum (i.e., absorption wavelengths $ 175 nm),
and (iii) the material should respect the phase-matching criteria
discussed in detail within the manuscript.

One promising route towards sustainable NLO materials lies
in organic materials, which have shown promising SHG prop-
erties.3,18–28 However, to date organic NLO suffer from thermal
instability and difficult fabrication. In contrast to typical
organic-based NLO, metal-free perovskites have been shown to
be structurally stable beyond 200 �C.29
Chem. Sci., 2019, 10, 8187–8194 | 8187

http://crossmark.crossref.org/dialog/?doi=10.1039/c9sc03378e&domain=pdf&date_stamp=2019-09-06
http://orcid.org/0000-0002-3695-8371
http://orcid.org/0000-0003-0109-9367
http://orcid.org/0000-0003-4166-8093
http://orcid.org/0000-0002-7132-768X
http://orcid.org/0000-0001-5432-5597
http://orcid.org/0000-0002-5168-9253
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9sc03378e
https://pubs.rsc.org/en/journals/journal/SC
https://pubs.rsc.org/en/journals/journal/SC?issueid=SC010035


Fig. 1 Polyhedra representation of a metal-free ABX3-type perovskite,
where A can be one of the four organic cations (also shown by the red
ball), B is NH4

+ (grey ball) and X the halide ion, i.e. Cl�, Br� and I�

(purple balls). The nature of the A cation is also shown.
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In this study we present an in-depth analysis of the NLO
properties of a new class of materials with ferroelectric response
termed metal-free perovskites developed by Ye and co-
workers.29 We use rst-principles calculations, based on density
functional theory (DFT) to chart the optical and NLO properties
of a these novel metal-free perovskites. In contrast to typical
inorganic perovskite A2+B4+O3

2� where A and B are metal
cations (e.g., CaTiO3), in metal-free perovskites the A and B
cations are replaced by organic units. The rich choice of organic
units introduces the possibility of tailoring the functional
properties of such metal-free perovskites, while being easy-to-
synthesise, affordable and non-toxic. Note that NLO materials
with inorganic perovskite structures exist (e.g., K3B6O10Cl)
which are more closely related to the metal-free perovskites
than organic-based NLO materials.30

We investigate such metal-free perovskites as NLO materials
for SHG applications, and verify whether these perovskites are
suitable as deep-UV NLO materials. Our ndings reveal that
metal-free perovskites, based on the organic moieties N-methyl-
N-diazabicyclo[2.2.2]octonium (MDABCO2+) and N-hydroxy-N-
diazabicyclo[2.2.2]octonium (ODABCO2+), posses SHG
response, with magnitudes similar to some inorganic
contenders, such as KBe2BO3F2, RbBe2BO3F2 and CsBe2BO3F2.
We demonstrate that organic groups presenting intrinsic dipole
moments can contribute positively to the ferroelectric response
of the material, and provide an increased NLO response.

On the basis of our predictions, we provide guidelines to
improve the SHG response of the metal-free perovskites, by
tailoring the structural features of the organic cations.
Following this principle, we extend the computational search to
new structures. For example, we show the case where the
hydroxy-group in ODABCO2+ (A-cation) is effectively replaced by
a cyanide CN� group with increased polarity, which provides
remarkable NLO response. While preliminary observations29

showed experimentally SHG response in MDABCO–NH4I3, we
also identify ODABCO–NH4I3 and CNDABCO–NH4I3 as superior
SHG materials, and their properties should be carefully veried
experimentally.

2 Results
2.1 Structure of ferroelectric metal-free perovskites

The rst point when considering the suitability of a material for
NLO applications is the crystal structure. All materials reported
herein and shown in Fig. 1 feature the typical perovskite ABX3

structure (where A and B are cations and X are anions), with BX3

corner-sharing octahedra and charge-balancing A cations in the
cavities of the framework. The structures investigated have
NH4

+ as B sites and halide X� sites, as seen in Fig. 1. A series of
different A site divalent molecular cations are considered (i) N-
methyl-N-diazabicyclo[2.2.2]octonium (MDABCO2+), (ii) M-
hydroxy-N-diazabicyclo[2.2.2]octonium (ODABCO2+), (iii) R-3-
ammonioquinuclidinium (R-3AQ2+), and (iv) S-3-ammonio-
pyrrolidinium (S-3AP2+). Starting from the ODABCO–NH4X
structures, we also replaced the hydroxy group with a more
polar cyanide CN� group forming a new metal-free perovskite
termed CNDABCO–NH4X3. In studying the halide chemical
8188 | Chem. Sci., 2019, 10, 8187–8194
space of these metal-free perovskites, we proposed three new
structures, including MDABCO–NH4Cl3, ODABCO–NH4I3 and S-
3AP–NH4I3 that were not identied by Ye et al.29 In the case of
ODABCO–NH4I3 and CNDABCO–NH4X3 we assumed a R3 space
group. However, we also computed the iodine-based polymorph
with Pca21 space group (as in ODABCO–NH4Cl3), which con-
verted to the R3 polymorph.

To be NLO active amaterial must be non-centrosymmetric. As
shown in Tables S1 and S2 of the ESI,† the materials considered
here fall into three space groups, R3, Pca21 and P21, all of which
are non-centrosymmetric. For those metal-free perovskites that
have been synthesized and characterized previously the non-
centrosymmetric space groups persisting up to 448 K.29

In addition, metal-free perovskites, and inorganic materials,
such as LiNbO3 posses an intrinsic polarization, which is typical
of ferroelectric materials. LiNbO3 charts among the most
popular of NLO materials with a polarization of �70–75 mC
cm�2.31 The presence of dipolar molecules and the off-centring
of the B-site cation in the metal-free perovskites indicates the
existence of an intrinsic polarization, which for MDABCO–
NH4I3 has been measured to be �19 mC cm�2.29
2.2 Birefringence activity of metal-free perovskites

Having established the crystallographic criteria for NLO mate-
rials, we now consider the optical properties that must be
satised for SHG. The birefringence is the maximum difference
refractive indices (n) which depends on the propagation direc-
tions of light in the crystal at a xed frequency (u) (as in eqn (1)).

Dn ¼ nmax(u) � nmin(u) (1)

SHG occurs efficiently whenever the refractive index n of the
2nd harmonic is equal (or close) to that of the generating wave at
This journal is © The Royal Society of Chemistry 2019
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half-frequency, i.e., n(2u) ¼ n(u); this condition is termed
phase-matching. Phase-matching requires a suitable range of
frequencies with refractive indexes, nmax(u) � nmin(2u) > 0, with
nmin and nmax the lowest and the largest refractive index in the
spread.32

If Dn of a material is too small the phase-matching condition
for SHG will not occur. If Dn is too large the material will exhibit
spatial beam walk-off, where the intensity distribution of the
wave dris away from the direction of propagation resulting in
reduced SHG intensity. In general a moderate birefringence (Dn
z 0.07) is desired.

In uniaxial systems, such as LiNbO3 and the MDABCO–
NH4X3 systems the direction of ordinary and extraordinary rays
occurs along the optical axis, which lays along the highest
symmetry axis.

In contrast, biaxial systems have multiple optic axes, whose
directions of propagation depend on the diffraction index and
measured by the 2V acute angle (see below).32 Therefore, the 2V
angle provides information about the nature of the birefrin-
gence in biaxial crystals. In general, orthorhombic, monoclinic
and triclinic systems are biaxial crystals.

Fig. 2 plots Dn (obtained from the dielectric constants in the
static regime) and the 2V acute angle. From Fig. 2, we observe
that all the systems considered here have Dn ranging between
values of�0.03 and +0.05, with CNDABCO, ODABCO, S-3AP and
R-3AQ-based perovskites charting among the highest in
magnitude. The R3 materials, which are uniaxial NLO systems,
all exhibit positive birefringence. In contrast, the Pca21 and P21
systems, which are biaxial NLO materials, display both positive
and negative birefringence. A closer look at Fig. 2 shows that
with the exception of MDABCO-based perovskites and S-3AP–
NH4I3 (whose 2V� 0), the remaining materials all show a rather
complex biaxial response.
Fig. 2 Computed birefringence Dn and 2V angle of metal-free
perovskites at their experimental volume and lattice constants. Dn is
plotted on the radial axis and using the colour-bar, with red indicating
positive Dn. Values of n are given in Table S3 of the ESI.† The 2V angles
provide information about the nature of the birefringence in biaxial
crystals.

This journal is © The Royal Society of Chemistry 2019
2.3 NLO response in metal-free perovskites

We now discuss the NLO response of the metal-free perovskites.
Among the prerequisites for SHG the materials under investi-
gation should display a non-negligible value of the second order
dielectric tensor, c(2).

c(2)ijk ¼ 2dijk is a third-rank tensor as dened in eqn (6), and
therefore can be difficult to analyse intuitively. The i, j and k
components of the d tensor identify the directions of the
applied electric elds (i.e., j and k) of the incident radiation and
the polarization of the generated second harmonic (i.e., i),
respectively, (see eqn (6)). In SHG experiments, the directions of
the electric elds of incident radiations have frequencies u1 and
u2 (with u1 ¼ u2 in SHG) and the second harmonic wave with
frequency u3 ¼ u1 + u2. A complete discussion of the c(2) and
d tensors and their dependence can be found in ref. 33.

A useful proxy for presenting the ijk component of the static
c(2) tensor is the norm of the dijk components of Table 1 and eqn
(2):

kdnormk ¼
ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiX
ijk

dijk
2

s
(2)

dnorm has been utilized previously16,34 and is more effective of
a simple geometric mean of the dijk components, which can
assume values approaching numerical zeros given the oscilla-
tions in sign of the dijk values (see Table 1). We note that the
values dnorm are by denition larger in magnitude of any
component dijk, but here dnorm serves us simply to compare each
materials investigated on the same footing.

Fig. 3 presents the static dielectric constant 3 (y-axis) as
a function of the band gap (x-axis) for the materials studied, the
data points are coloured according to the magnitude of dnorm,
which are obtained at the experimental volumes at room
temperature. The values of band gap, 3, c(1), c(2)ijk and dnorm of
these materials are found in Tables S4 and S5.†

In general, volumes obtained aer relaxation in hybrid
systems containing a number of van der Waals interactions,
such as these metal-free perovskites, tend to be highly distorted.
Therefore, the main text concentrates on results obtained on
structures where all the atomic coordinates are relaxed at the
experimental volumes and lattice constants, whereas results on
fully relaxed structures are available in the ESI.† For clarity and
ease of comparison, the dielectric constant and the dnorm are
scaled by that of LiNbO3, calculated at the same level of theory
(Tables S4 and S5†).

The y-axis of Fig. 3 presents the average dielectric constant
(in the static limit) of the metal-free perovskites rescaled to that
of LiNbO3 � 4.39, which compare well with experimental data
(�4.87).31 The computed dzzz values of 16.45 pm V�1 (at the
experimental volume of LiNbO3) slightly underestimated the
experimental value of (�22.0 pm V�1 at l � 407.2 nm) by Magel
et al.35 DFT has been known to systematically underestimate
values of d in NLO materials.36 The complete dielectric and
d tensors of eachmetal-free perovskites are reported in the ESI.†

The computed band gaps of Fig. 3 are characteristic of high-
gap insulators ranging between �5.5 and 8 eV. The metal-free
perovskites absorb light between 155 and 220 nm, i.e. the
Chem. Sci., 2019, 10, 8187–8194 | 8189
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Table 1 Computed static dijk components of the c(2) tensor and their norm dnorm (in pm V�1) of the metal-free perovskites at the experimental
volumes. Spg. is the space group

X� Spg. dxxx dxxy dxxz dxyy dxyz dxzz dyyy dyyz dyzz dzzz kdnormk

MDABCO–NH4X3

Cl R3 0.140 �0.410 0.048 �0.140 0.000 0.000 0.410 0.048 0.000 �0.490 0.79
Br R3 0.230 �0.620 �0.058 �0.230 0.000 0.000 0.620 �0.058 0.000 �0.580 1.10
I R3 �0.170 1.200 0.430 0.170 0.000 0.000 �1.200 0.430 0.000 0.021 1.80

ODABCO–NH4X3

Cl Pca21 0.000 0.000 0.230 0.000 0.000 0.000 0.000 �0.076 0.000 �0.076 0.25
Br R3 0.019 0.510 �0.320 0.150 �0.290 �0.069 0.099 �0.100 �0.280 �0.230 0.79
I R3 0.270 0.620 �0.670 �0.190 �0.400 0.100 �0.840 �0.490 �0.280 0.007 1.50

CNDABCO–NH4X3

Cl Pca21 0.000 0.000 0.650 0.000 0.000 0.000 0.000 �0.160 0.000 0.075 0.68
Br R3 �0.450 0.850 0.260 0.230 0.120 0.092 �0.880 0.350 0.071 �0.590 1.50
I R3 �0.450 1.310 0.760 0.450 �0.001 0.0006 �1.310 0.760 0.004 �0.014 2.20

R-3AQ–NH4X3

Cl P21 0.000 0.091 0.000 0.000 0.068 0.000 0.0121 0.000 �0.160 0.000 0.19
Br P21 0.000 �0.075 0.000 0.000 0.004 0.000 �0.320 0.000 0.400 0.000 0.52

S-3AP–NH4X3

Cl P21 0.000 �0.025 0.000 0.000 �0.041 0.000 �0.160 0.000 �0.150 0.000 0.22
Br P21 0.000 �0.029 0.000 0.000 �0.055 0.000 �0.120 0.000 �0.048 0.000 0.14
I P21 0.000 �0.210 0.000 0.000 �0.075 0.000 �0.140 0.000 0.029 0.000 0.26

LiNbO3

— R3c 0.170 0.000 5.000 0.170 0.000 0.000 0.000 5.000 0.000 16.450 17.91

Fig. 3 Computed static dnorm (colour-bar) as function of the band gap
(x-axis, eV) and average dielectric constant (y-axis) of the metal-free
perovskites at the experimental volume. The 3 values (in the static limit)
computed for the metal-free perovskites are normalized against the
LiNbO3 (�4.39). Similarly, the values of dnorm are rescaled to that of
LiNbO3 (�17.91 pm V�1). The space group of each structure is also
reported.
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View Article Online
deep-UV portion of the electromagnetic spectrum, meaning that
these materials full another of the criteria for deep-UV SHG
applications. All computed dnorm values in metal-free perov-
skites with the same organic A-site cation follow the order I > Br
8190 | Chem. Sci., 2019, 10, 8187–8194
> Cl. The order of increasing dnorm moving down the halide
group follows the trend in band gaps. We nd that the
computed dnorm of all the metal-free perovskites is a fraction
(ranging between 1% and 10%) of the dnorm of LiNbO3 (Fig. 3),
which is used as a reference.

From these data, we identify two iodine-based structures,
MDABCO–NH4I3 and ODABCO–NH4I3 as the best NLOmaterials
across the metal-free perovskites investigated. When the OH�

group in ODABCO–NH4X3 is replaced by a polar CN� group (see
Fig. 3), forming CNDABCO–NH4X3, we nd improved NLO
properties. In CNDABCO–NH4X3, the computed dnorm of �2.23
pm V�1 outperforms all other metal-free perovskites, suggesting
that CN-substituted A cations offer a promising strategy to
improve the optoelectronic properties of these materials.

Fig. 3 shows that both R-3AQ–NH4X3 and S-3AP–NH4X3

posses small values of dnorm, covering a narrow range between
�0.14 and �0.52 pm V�1, with the highest value set by R-3AQ–
NH4Br3 and the lowest by S-3AP–NH4Br3. Hence, both R-3AQ–
NH4X3 and S-3AP–NH4X3 are expected to show low SHG
behaviour and therefore, will not be considered further in this
analysis.

3 Discussion

We have identied that MDABCO–NH4I3, ODABCO–NH4I3 and
CNDABCO–NH4I3 show the largest NLO response. Our results
show the largest components of the d tensor in MDABCO–NH4I3
are dxxz ¼ dyyz � 0.43 pm V�1 and dxxy � 1.20 pm V�1, respec-
tively, dyyy � 0.84 pm V�1 in ODABCO–NH4I3 and dyyy � 1.31 pm
This journal is © The Royal Society of Chemistry 2019
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V�1 in CNDABCO–NH4I3, which represent three promising NLO
materials with good SHG. Therefore, the discussion will only
focus on the subset of metal-free perovskites showing signi-
cant SHG activity, including CNDABCO–NH4I3, ODABCO–
NH4X3 and MDABCO–NH4X3.

The values for SHG are similar and in most cases even larger
than the prescribed minimal conditions for deep-UV applica-
tions, i.e. dxyz� 0.39 pm V�1 (with l� 1.064 mm) KH2PO4.9,37 The
calculated band gaps indicate that while the materials absorb in
the 2u range required for SHG, they do not absorb in the region
u, a critical consideration, as absorption at u would lead to
material damage in operation. It is important to note that in
a operation scenario the light absorbed will enhance the
susceptibility but will also reduce the emission, thus the
calculate values of dxyz serve to demonstrate the very promising
properties of these materials for NLO and SHG applications, but
should be considered as guides, rather than denitive numbers
of real device operation. Most importantly, the composition–
structure–property relationships driving NLO response in these
test systems can provide rules for designing even more SHG
active materials.

As seen in Fig. 3, the primary factor inuencing the size of
dnorm is the magnitude of the band gap. This is a well estab-
lished trend in semiconductor materials in general and is
related to lower carrier concentrations in wider gap materials at
nite temperatures. A correlation between band gap and the
halide species exists, we nd a similar correlation in the values
of the static dielectric constants vs. the anion species, following
the trend 3(I�) > 3(Br�) > 3(Cl�). This observation is consistent
with the density of states of Fig. 4 of ODABCO–NH4Br3 (top),
MDABCO–NH4Br3 (middle) and MDABCO–NH4I3 (bottom),
respectively, which shows the valence band dominated by
halide species and the conduction band populated by the A
organic cation, i.e., ODABCO2+ or MDABCO2+. As the frontier
Fig. 4 (a) Total and projected density of states of ODABCO–NH4Br3, MD
red line (dash) is the Fermi energy, which is set at the top of the valence ba
substituted with a number of organic groups (functions).

This journal is © The Royal Society of Chemistry 2019
valence orbitals are primarily halide in character (Fig. 4), it is
not surprising that the largest change in band gap is controlled
by halide exchange. These ndings are also supported by the
DOS presented in ref. 38 and are consistent with observations in
hybrid halide perovskites.39

There is a secondary contribution to the dnorm arising from
the nature of the organic cation at the A-site. As seen in Fig. 3,
dnorm follows the order dnorm(CNDABCO

2+) [ dnorm(-
MDABCO2+) > dnorm(ODABCO

2+). However, this trend becomes
dnorm(CNDABCO

2+) [ dnorm(ODABCO
2+) > dnorm(MDABCO2+)

when the structures are fully relaxed (see Table S5†). This is
despite the fact that both CNDABCO2+ and ODABCO2+ systems
have larger dielectric constants and smaller band gaps than the
MDABCO2+ counterparts. As an example, while the ODABCO2+

cation is structurally very similar to the group MDABCO2+ (see
Fig. 1), the apical methyl group in MDABCO2+ is substituted by
a polar OH� in ODABCO2+. The presence of polar moieties in
the organic cations, such as the CN� and OH� groups in
CNDABCO2+ and ODABCO2+, can result in a greater intrinsic
electric dipole moments, whose polarization induces an
increase of the dielectric constant. The intrinsic electric dipole
moment introduced by the CN� or the OH� groups increase the
overall dipole of CNDABCO2+ from�3.61 Debye to�7.64 Debye,
compared to MDABCO2+ � 1.64 Debye, which is reected by the
values of dielectric constants of Fig. 3.

Thus, the highly modular nature of the A site cation, in
particular the DABCO group, afforded by a metal-free scaffold
can be exploited to ne-tune the NLO response of these perov-
skites. For example, the substitution of the CH3 group on
MDABCO with highly polar organic groups, such as –SH (thiol),
–NH2 (amine), –NO (nitroso) and –NO2 (nitro), whose computed
electric dipole moments are shown in Fig. 4b, represents
a viable strategy to increase the NLO response of these metal-
free perovskites. Indeed, in Fig. 2 we have demonstrated that
ABCO–NH4Br3 and MDABCO–NH4I3 obtained with PBESol0-D3. The
nd of eachmaterial. (b) Variance of dipole moment for DABCO cations
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replacing the CH3 (or OH) with the CN moiety, increases
substantially the values of dnorm, thus providing a clear design
rule to design novel metal-free perovskites.

The properties and tunability demonstrated in metal-free
perovskites are comparable to organic-based NLO materials.
Organic NLOs can supersede the performance in terms of
descriptors, c(2) (see eqn (6)), even by 1–2 orders of magnitude of
the inorganic NLO materials discussed so far.3,18–28 Some of
these materials are even commercial.3,40,41 For example, the 4-
N,N-dimethylamino-40-N0-methyl-stilbazolium tosylate (DAST)
forms organic crystals with a superior non-linear susceptibility
d � 580 pm V�1 (with d ¼ 0.5c(2)).21,25 However, organic-based
NLOs display at least three major limitations curbing their
use in optical devices:23,27 (i) difficult to obtain sufficiently large-
size crystals, (ii) limited thermal stability above 200 �C and (iii)
low mechanical strength. For example, while a good NLO
organic material, such as the 3-methyl-4-methoxy-40-nitro-
stilbene has a 1st hyperpolarizability b (see eqn (6)) approxi-
mately 300 times larger than the inorganic KH2PO4, it melts at
109 �C.23 Metal-free perovskites also offer the potential to
overcome these challenges.

All of the above trends are also dependent on crystal struc-
ture and therefore a further understanding of how composition
and structure are related is required to achieve truly targeted
synthesis. In systems like these metal-free perovskites an
interplay of weak forces, such as dispersion, hydrogen bonding
and entropy will be important for driving structure and phase
transitions, as exemplied in the hybrid halide perovskites.42,43

4 Conclusions

Using rst-principles calculations, we have demonstrated the
existence of NLO activity in a number of novel metal-free
perovskites. In the past, density functional theory has been
shown to systematically underestimate the values of c(2)ijk . While
we believe the superior quality of hybrid DFT/PBESol0-based
simulations may still underestimate c(2), our data show that
MDABCO–NH4I3 and ODABCO–NH4I3 both full the criteria to
useful as deep-UV second-harmonic generation materials. We
identify the role of the dipole moment imparted by the organic
group on the A cation as an important parameter to tune the
NLO properties of these materials. We apply this knowledge
introducing the cyanide CN� group on the DABCO–NH4X3

structure, improving signicantly the NLO properties of metal-
free perovskites. Furthermore our systematic calculations
allows us to extract useful trends to chart the second-harmonic
generation properties of this novel class of materials. We have
shown that the material band gap, and hence the dnorm can be
tuned by altering the halide anion. We also show the selection
of the A-site cation provides an extra degree of tuning the c(2). By
combining engineering of both the A- and X-sites we believe
that these ndings provide a blueprint for how to achieve high
non-linear optics and second-harmonic generation activity in
the desired part of the electromagnetic spectrum. We hope that
these ndings will help to accelerate the application of metal-
free perovskites as non-toxic, earth-abundant materials for the
next generation of optical communication applications.
8192 | Chem. Sci., 2019, 10, 8187–8194
5 Linear and non-linear optic effects

Materials respond differently to incident electromagnetic
waves, whose induced electric polarization P follows:33

P ¼ 30
�
cð1ÞE þ cð2ÞE2 þ.þ cðnÞEn

�
¼ Pð1Þ þ Pð2Þ þ.þ PðnÞ (3)

where E is the electromagnetic eld, 30 is the vacuum permit-
tivity, and c(1), c(2) and c(n) are the 1st, 2nd and nth order electric
susceptibilities. The dependence of the polarization on the 2nd

order term (P(2)) and successive electric susceptibilities suggests
that the response of a permanent dipole in non-linear optical
materials assumes an anharmonic behaviour once the electric
dipole is perturbed by an incident electromagnetic
radiation.33

Here, we assess the linear and NLO properties up to c(2) in
the static regime, and accurately derived from rst-principles
calculations using the coupled perturbed Kohn–Sham theory
(CPKS).44,45 We compute the nth-order derivatives of the total
energy ETot. with respect to derivatives of the electric eld
components in~3ijk (i, j and k are the Cartesian direction of the
electric eld), which are cast in the form of order-n + 1 tensors.
Such derivatives link to important optical descriptors, such as
the electric dipole moment mi and the polarisability, aij,

mi ¼ �vETot:

v 3!i

: (4)

aij ¼ � v2ETot:

v 3!iv 3!j

: (5)

From aij, the components of the dielectric tensor 3 are

derived as
aij

30V
with 30 the vacuum permittivity and V the unit-

cell volume. We note that 3 ¼ n2 ¼ 1 + c(1), with n the refrac-
tive index. n and Dn (of eqn (1)) are computed directly from the
dielectric tensor.

The third-order rank tensor c(2)ijk relates to 1st hyper-
polarizability bijk.

bijk ¼ � v3ETot:

v 3!iv 3!jv 3!k

; with c
ð2Þ
ijk ¼ 2pbijk

V
: (6)

where j and k are the directions of the incident waves and i the
direction of the SHG wave. From eqn (3), c(2)ijk links directly to the
electric eld that in materials is subjected to the spatially
uniform electric elds of the incident radiations, and reads as:

P
ð2Þ
i ðu1 þ u2Þ ¼ 30

X
j;k

c
ð2Þ
ijk 3!jðu1Þ 3!kðu2Þ (7)

where c(2)ijk is a component of the c(2) tensor proportional to the
polarization generated along the i-axis (e.g., x), from the j and k
(e.g., y and z) components of the electric elds of the incident
radiations oscillating at frequencies u1 and u2, respectively. In
SHG materials u1 ¼ u2.

Typically, c(2)ijk is reported as dijk¼ 0.5c(2)ijk . Note that for hybrid
functional calculations—the choice in this study—CRYSTAL17
computes only bijk, c

(2)
ijk and dijk values in the static limit.
This journal is © The Royal Society of Chemistry 2019
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6 First-principles calculations

DFT is used to investigate the structural and optical properties
of the metal-free perovskites. Structure relaxations of the
experimental coordinates of the metal-free perovskites was
performed using the PBESol46 functional as in VASP.47–49 The
Grimme D3 (ref. 50) correction was added to capture dispersive
forces. The wave functions of the valence electrons were
expanded with plane-waves with a cutoff of 520 eV, and core
electrons were treated with the projector augmented wave
theory.51 The Brillouin-zone was integrated on a mesh with
reciprocal density of 64 k-points per Å�1. The total energy was
converged within 10�5 eV and forces to 10�2 eV Å�1.

An accurate treatment of the electronic structure and in
particular the assessment of the optical band gaps is crucial for
the description of NLO properties.8,10,52 Starting from the
PBEsol-D3 structures with VASP, we re-optimised the coordi-
nates (or volume and coordinates) with the hybrid functional
PBE0Sol-D3,46,53 including 25% of exact exchange as available in
CRYSTAL17.54,55 We exploited the all-electron linear combina-
tion of atomic orbitals of CRYSTAL17 expanded by consistent
triple-z plus polarization basis-sets, see ref. 56 and 57. Given the
electronic conguration of I ([Kr]4d105s25p5) a fully-relativistic
pseudo-potential is used.58 The total energy was converged
within �3 � 10�9 eV and integrated over a well converged and
symmetrized 4� 4� 4 k-point mesh (i.e., the shrinking factor is
set to 4). The truncation of the (innite) Coulomb and exchange
series was set by the tolerances (TOLINTEG): 10�7, 10�7, 10�7,
10�7 and 10�30. Tables S1 and S2 of ESI† show the PBE0Sol+D3
geometries. We computed the non-linear-optical properties
with these settings. The iterative solution of the CPKS equations
is reached for values below 10�4. Table S6† shows a comparison
of the performance of a number of DFT functionals.

The dipole moments of the DABCO units substituted by the
organic groups were computed with Gaussian16 (ref. 59) using
the PBE0+D3 (ref. 53) functional and the same basis-set used in
the periodic calculations with CRYSTAL17.
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Y. Noël, L. Maschio, A. Erba, M. Rérat and S. Casassa,
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