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The formation of clusters in non-aromatic molecules can give rise to unconventional luminescence or

clusteroluminescence. Typically containing heteroatoms without extended conjugation or aromatic rings,

these molecules have drawn much attention owing to the prospects of label-free biological imaging.

However, their applications have been limited due to the lack of knowledge of the underlying mechanism.

Herein, we have elucidated the mechanism of clusteroluminescence from proteins, which were explicitly

aggregated using plasmonic silver nanoparticles. The nanoparticles promoted protein aggregation and

induced nitrile formation on the surface, which, along with other lone-pair-containing heteroatoms, con-

tributed to enhanced emission in the visible range. Remarkably, this makes imaging of proteins possible

with visible excitations, as co-factor-lacking proteins generally undergo electronic transitions only in the

ultraviolet range. Furthermore, the inherent protein-aggregating behaviour of plasmonic nanoparticles

was harnessed for imaging of intracellular Huntingtin protein aggregates overexpressed in Hela cells

through clusteroluminescence. Significant plasmon-enhanced and red-shifted fluorescence emission

was observed, which helped in the imaging and localization of the intracellular aggregates. Density func-
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1. Introduction

Imaging of biological entities is crucial for understanding criti-
cal and complex diseases, and optical and spectroscopic modal-
ities have played a central role. Fluorescence emission, light
absorbance, vibrational scattering, and nuclear magnetic reso-
nance provide a wealth of molecular information about biologi-
cal systems.' This molecular information helps in elucidating
the composition, structure, and kinetics of biomolecules, which
sheds light on the pathogenesis of diseases, specifically neuro-
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tional theory calculations and transient absorbance spectroscopy were used to probe the molecular inter-
actions at the protein—nanoparticle interface and the charge transfer states, further elucidating the role of
nanoparticles and the emission mechanism. This technique thus opens alternate avenues for label-free

degenerative ones. Optical techniques such as fluorescence or
vibrational spectroscopy provide excellent spatial and temporal
resolution of biological entities, even in their native conditions
in the cells. However, exogenous labels or fluorescent tags and
dye molecules often used in these techniques can perturb the
aggregation kinetics and cause toxicity and aggregation-induced
quenching or photobleaching.”” Due to these complexities in
detecting and probing protein aggregates, there is an interest in
label-free detection and imaging, which can be performed in
real-time and under physiological conditions.**™°

Intrinsic fluorescence or autofluorescence has been used
for biological imaging, as reported in the literature. The intrin-
sic fluorescence from protein molecules arising from phenyl-
alanine, tyrosine, and tryptophan has enabled the detection of
conformational changes and ligand binding events.""'? The
recent demonstration that fluorescence can arise even from
non-aromatic entities, specifically heteroatom-containing
molecules, has opened up the area of unconventional
fluorescence.”®'* This emission occurs in systems in an aggre-
gated state, indicating through-space interactions. Being classi-
fied as clusteroluminogens, through-space n-n interactions
and through-space n-n-interactions are found to be respon-
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sible for the emissions in non-pi conjugated systems.'®> This
unconventional fluorescence has been observed in macro-
molecules such as cellulose and proteins, which possess ‘n’ or
separated non-conjugated ‘r’ electrons, respectively.'® A host
of natural biological systems also have similar heteroatoms
and exhibit unconventional emission properties."” Therefore,
cluster-triggered emission has the potential to be used in
applications such as the imaging of biological systems.
However, its utility appears to be severely affected by the
requirement of a high concentration of molecules to form clus-
ters and the low quantum yield of these entities.'® In this
light, we hypothesize that such non-aromatic intrinsic emis-
sion can be coupled with metal-enhanced fluorescence for
signal enhancement, as such strategies have already been
adopted for fluorescence enhancement.'>**?° The localized
surface plasmon resonance of noble metal nanoparticles gives
rise to intense electromagnetic intensity. It can enhance the
low quantum yield and remove the requirement for higher
analyte concentrations. Such a technique is harnessed by
several analytical tools such as surface-enhanced Raman scat-
tering (SERS),>'>* surface-enhanced infrared absorption, and
metal-enhanced fluorescence.>® Through plasmon-protein
conjugation, we have achieved the following targets in this
work: (i) generating clusteroluminescence from protein-nano-
particle aggregates, (ii) red-shifting the fluorescence to separ-
ate the target molecule’s fluorescence from the autofluores-
cence background, often seen in biological systems, (iii)
enhancing the clusteroluminescence of biological samples
through plasmonic attachment, and (iv) applying clusterolumi-
nescence to directly observe protein aggregation inside
complex biological systems such as cells.

Fluorescence enhancement was achieved by harnessing
through-space interactions from the inherently present hetero-
atoms within the aggregated protein-nanoparticle conjugates.
The catalytic formation of nitrile on the nanoparticle surface
and the restricted intramolecular motion due to the self-
assembly-driven aggregation on the surface of the plasmonics
contribute to the improved emission quantum yield of the bio-
molecules.”® The fluorescence of the biomolecules was red-
shifted due to the enhanced intra- and inter-molecular
through-space interactions. The Stark effect type of charged
interaction within the aggregates also contributes to this shift.
First-principles-based calculations showed the dominant inter-
action of nitrogen-containing groups of proteins with the
nanoparticle surface. The relatively weak but evident charge
accumulation on the nitrogen atom highlights the through-
space intermolecular electronic coupling, which results in fluo-
rescence emission. The charge transfer state in such a scenario
with longer lifetimes has been demonstrated through transient
absorbance spectroscopy studies. The overall mechanism of
clusteroluminescence is illustrated in Fig. 1.

Herein, for the first time, we utilize such metal-nano-
particle-enhanced clusteroluminescence to image protein
aggregates inside the cells without using any exogenous fluoro-
phores. This phenomenon is shown by silver nanoparticles
(AgNPs) which were able to induce visible or red emission
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Fig. 1 Schematic diagram showing the overall workflow. (A) “Turn-on”
clusteroluminescence was observed when protein molecules were
aggregated using colloidal AgNPs. Similar fluorescence emission was
absent when the AgNPs were aggregated using a salt solution. (B) The
electronic transitions responsible for red-shifted emission due to
through-space and charged interactions. (C) The formation of Ag
surface species such as nitrile groups (carbon, nitrogen and oxygen
atoms in the ball and stick model are colored in green, blue and red,
respectively) results in through-space intermolecular electronic coup-
ling (TSI) leading to the clusteroluminescence phenomenon. The
enhanced hydrogen bonding in the protein—AgNP aggregate and the
TSI through the n—n* and n-=n* interactions also contribute to this
phenomenon.

from aggregation-prone Huntingtin proteins in cells in a label-
free manner.?” This study highlights the role of non-functiona-
lized nanoparticles as they have been found to promote
protein aggregation in aqueous solution and, when exposed to
live cells, can do the same. Such behaviour has been observed
in the case of the aggregation of a-synuclein.”® Gold nano-
particles decorated with polyglutamine-binding amphiphilic
peptides have been used to target polyQ-rich mutant
Huntingtin proteins.>® Interestingly, we observed a similar
trend when the AgNPs were incubated with HeLa cells overex-
pressing the Huntingtin protein. The flip from a significantly
quenched fluorescence state to a highly enhanced state in the
event of aggregation provides an excellent contrast ratio. It also
acts as an indicator of the aggregation itself. These properties
make these aggregation-induced fluorescence techniques ideal
for sensing and tracing applications.>**°

2. Experimental section
2.1. Chemicals

Silver nitrate (99.99% purity), lysozyme from chicken egg white
(crystalline powder, 70000 units per mg), sodium chloride
(>99.0% purity), Hoechst dye, sodium citrate dihydrate
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(>299.5% purity), protamine sulfate, 4-nitrothiophenol (4-NTP),
thiophenol (TP), and paraformaldehyde (PFA), all with 99%
purity, were purchased from Sigma Aldrich. Fetal bovine
serum (RM9955) was purchased from Himedia, rabbit polyclo-
nal anti-HA antibody (1:500; BB-AB0050) was sourced from
Bio Bharati Life Sciences, goat anti-rabbit Alexa Fluor 647 anti-
body (1:2000; A21245) was sourced from Invitrogen, and
Dulbecco’s Modified Eagle Medium (DMEM) and penicillin-
streptomycin were purchased from Gibco. Plasmid (pHMe6-
Q74) was received as a gift from David Rubinsztein (Addgene
plasmid # 40264). Other reagents and solvents were of analyti-
cal grade and used as such without purification. MilliQ water
was used for all the experiments.

2.2. Silver nanoparticle synthesis

The Lee-Meisel method was used to synthesize colloidal
AgNPs.*' In 100 mL of MilliQ water, 18.0 mg of silver nitrate
was dissolved. 1% sodium citrate (2 mL) was added to the
boiling solution. The mixture was heated with stirring for 1 h
and then cooled to room temperature while stirring. The
product obtained was a greenish-yellow colloidal fluid. Then,
the obtained AgNPs were characterized using several tech-
niques. A Shimadzu UV-2450 spectrometer was used to
perform the UV-visible spectroscopic measurement to study
the lysozyme-AgNP interactions using a quartz cuvette with a
1 cm path length. Photoluminescence (PL) spectra were
obtained from the same solution using a QuantaMaster 8450-
22 spectrofluorometer (Horiba) with excitation and emission
slit widths of 3 nm and 3 nm, respectively, while the attenu-
ated total reflectance-Fourier transform infrared (ATR-FTIR)
spectra were recorded on an Agilent Cary 600 Series (Cary 660)
FTIR spectrometer equipped with cryogenically cooled InSb
detectors. A Tecnai TF20 electron microscope with an accelerat-
ing voltage of 200 kV was used for high-resolution trans-
mission electron microscopy (HRTEM) imaging of the pre-
pared AgNPs and the size distribution was investigated by
dynamic light scattering (DLS) using a Zetasizer from Malvern
Panalytical.

2.3. Surface-enhanced Raman studies

The SERS spectra were recorded using an Xplora Raman
spectrometer from Horiba Jobin Yvon containing two exci-
tation lasers of wavelengths 532 nm and 785 nm and a Peltier-
cooled CCD. The SERS spectra were recorded with
1200 grooves per mm of holographic grating with a 100 um slit
width and a 10x objective. A typical spectral acquisition time
was 20 s at room temperature. The Raman spectra were
recorded at least three times to check the reproducibility, and
the Raman peak at 520.7 cm™" of the silicon wafer was used to
calibrate the instrument.?* The post-processing of the spectra
was performed using OriginLab Pro 2020b, including back-
ground subtraction and smoothening using a 5-point FFT
algorithm.

This journal is © The Royal Society of Chemistry 2024
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2.4. Computational methods

We used density functional theory (DFT)-based simulations as
implemented in the Vienna ab initio simulation package for all
the computational simulations.**?* All the -calculations
employed the projected augmented wave method and a plane-
wave basis set with a cut-off of 400 eV.>* The generalized gradi-
ent approximation with the Perdew-Burke-Ernzerhof func-
tional form was used for approximating the exchange and cor-
relation interactions.>® The geometry optimization ensured
that the interatomic forces are less than 0.01 eV A™". For these
structural relaxation simulations, we employed a 4 x 4 x 1 I'-
centered k-point mesh for Brillouin zone sampling. To model
the noncovalent interactions, we considered the dispersion
correction as prescribed by Grimme et al. in their DFT-D3
scheme.?” For self-consistent field (SCF) calculations, a finer I'-
centered k-point grid of 6 x 6 x 1 was used. The Gaussian
smearing of 0.01 eV was considered for all SCF calculations.
To model AgNP-molecule interactions, we constructed an
AgNP slab with an exposed (111) surface. The AgNP slab con-
tained four layers of metal (64 atoms) with a 4 x 4 supercell in
the ab-plane. To introduce vacuum in the nonperiodic ¢ direc-
tion, we increased the cell parameter by 20 A in that direction.
Such a model suppresses the spurious interaction between per-
iodic images. The molecules were adsorbed on top of the (111)
plane of the AgNPs to achieve AgNP layer-molecule inter-
actions. A similar computational model has been recently
employed by some of us to model the AgNP-alloy surface.*® To
model the optimized geometry and total electronic energy of
isolated molecules, we kept those in the middle of the three-
dimensional simulation box used for AgNP-molecule simu-
lations. For these simulations, we used a single 1 x 1 x 1 I*-
point and retained all other parameters the same as before.

2.5. Transient absorption spectroscopy

Ultrafast transient absorption measurements were conducted
using a commercial Ti:sapphire amplified laser system
(Astrella 1K-F, 100 fs, 5 m] per pulse, and 1 kHz repitition rate,
Coherent Inc.). The amplified pulses with 5 mJ per pulse
energy were obtained after seeding with 20 fs and 100 nm
bandwidth laser pulses obtained from an oscillator (Vitara-S)
operating at an 80 MHz repetition rate. The amplified output
of the central wavelength of 800 nm was divided into two
parts. One part was used to produce the femtosecond probe
pulse by focusing it on a CaF, and 2 mm thick sapphire crystal
by generating a white light continuum (310-800 nm), and the
other part was used to generate a tunable femtosecond pump
pulse using an optical parametric amplifier (Coherent OPerA
Solo ultrafast optical parametric amplifier system). After the
sample, the probe beam was collimated and then focused into
a fiber-coupled spectrometer with CCD sensors and detected
at a frequency of 1 kHz. The power of the pump pulse used in
the experiment was controlled by a variable neutral-density
filter wheel and was kept at 1 mJ per pulse. The delay between
the pump and probe pulses was controlled by a motorized
delay stage. The pump pulses were chopped by a synchronized
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chopper at 500 Hz and the absorbance change was calculated
with two time-adjacent probe pulses (pump-blocked and
pump-unblocked).

The samples soluble in solvent were taken in a 2 mm
quartz cuvette and stirred constantly using a magnetic stirrer
during the measurements. For transient measurements,
400 nm was used as the pump wavelength, and a sapphire
crystal was used for visible range white light as the probe.
Concentrations of the freshly prepared samples were adjusted
to maintain an optical density in the range of 0.02-0.04 in a
2 mm quartz cuvette. To check for charring or any damage in
the sample during transient absorption measurements,
ground state absorption spectra were recorded before and after
laser exposure. Surface Xplorer version 4.5 was used to analyze
the transient absorption spectra.

2.6. In cellulo AgNP labelling for cellular imaging

HeLa cells were maintained in DMEM supplemented with 10%
fetal bovine serum and 1x penicillin-streptomycin in a
humidified incubator at 37 °C with 5% CO,. For the imaging
experiments, 2 x 10 cells were seeded 12 h prior to transfec-
tion onto 35 mm dishes containing 10 mm coverslips. Upon
achieving 30% confluency, these cells were transfected with
2 pg of the plasmid (pHM6-Q74) and allowed to express the
aggregation prone hemagglutinin (HA)-tagged Huntingtin
(HA-HTT) protein for the next 48 h before harvesting. The
transfected population without the AgNPs was used as a
control while the un-transfected cells were used as a negative
control. The cells were treated with 60 pL of 0.5 nM AgNP sus-
pension made in 0.25 mM trehalose 3 h prior to collection.*
In the end, cells on coverslips were fixed with 4% PFA at room
temperature for 15 min and then subsequently washed thrice
with 1x PBS. These fixed cells were further labelled to visualize
the HTT aggregates by immunofluorescence staining and fluo-
rescence microscopy using a Zeiss LSM880 confocal micro-
scope. Z-Stack images (0.2 pm step size) were acquired under a
63%x magnification oil immersion objective lens with a numeri-
cal aperture of 1.4. The AgNPs were excited with a 488 nm
laser and the emission between 550 and 700 nm was acquired
using HyD detectors. Similarly, 647 and 405 nm lasers were
used for HA-HTT and DNA visualization, respectively, in a
sequential manner. The acquired images were visualized and
analyzed using Image]. Furthermore, Pearson’s coefficient
representing the colocalization status for the AgNP clusters
and HTT aggregates was estimated using 30 cells showing HTT
aggregation. The mean and standard deviation (SD) were calcu-
lated for the same from three independent biological repeats
and represented using the GraphPad Prism software.

2.7. Immunofluorescence assay

Briefly, cells grown on glass coverslips were fixed with 2% PFA
for 10 min, permeabilized with 0.3% Tween20 for 20 min and
then blocked with 5% bovine serum albumin for 1 h at room
temperature. The coverslips were then incubated with a rabbit
polyclonal anti-HA antibody for 1 h, followed by incubation
with goat anti-rabbit Alexa Fluor 647 antibody. DNA was
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stained using Hoechst dye for 5 min and mounted using 70%
glycerol.

2.8. Cell viability assay

HeLa cells were seeded in 35 mm dishes at a density of 0.3 x
10° and cultured overnight. At 70-80% confluency, each dish
was treated with different concentrations of AgNPs, i.e. 0, 5,
10, 30, 50 and 100 puL with equal volumes of 0.5 M trehalose
solution to achieve the final concentrations of 0, 0.08, 0.16,
0.5, 1.6, and 3.2 nM, respectively, and incubated for 24 h. After
which the cells were trypsinized and resuspended in serum-
free media. One part of the cell suspension, i.e. 10 pL, was
mixed with one part of 0.4% trypan blue and allowed to incu-
bate for ~1 min at room temperature and the cells were
counted, unstained (viable) and stained (nonviable) separately
in a haemocytometer.

3. Results and discussion

The main aim of this study was to comprehensively probe the
mechanism behind the intensified, red-shifted fluorescence
observed in protein-nanoparticle conjugates. This distinctive
optical trait was targeted for its potential in the imaging of a
neurodegenerative disease. The underlying mechanism
responsible for the emergence of “turn-on” far-red fluo-
rescence within non-fluorescent protein-nanoparticle aggre-
gates was investigated by combining spectroscopic techniques
and quantum theoretical calculations.

3.1. Protein-nanoparticle interactions and the
characterization of the aggregates

The size of the AgNPs employed in the experiments was
60 nm, with a localized surface plasmon resonance (LSPR)
peak at 410 nm. The size of the nanoparticles was confirmed
by TEM (Fig. S1t). For an in-depth exploration of surface inter-
actions of proteins at the molecular level, lysozyme was used
as an appropriate model protein due to its well-established
characterization and several biologically significant appli-
cations. Of significance, lysozyme, a globular protein, has
demonstrated interactions with nanomaterials that lead to
amyloid-type aggregates.’® The LSPR was obtained through
UV-visible spectroscopy both in the presence and absence of
the protein. The positive charge on the lysozyme surface at
physiological pH is due to its isoelectric point around 11,
which facilitates attachment with the negatively charged
AgNPs. It has been shown previously that a dynamic equili-
brium exists between the adsorbed protein molecules on the
nanoparticle surface, and the point of interaction is not
random but through specific domains on the protein.* When
lysozyme was added to the AgNPs, a slight change in the
location of the LSPR band was observed, which was attributed
to the change in the refractive index surrounding the nano-
particles (Fig. 2(A and B)). Interestingly, when the nano-
particles were incubated with different protein concentrations,
a drastic change in the longitudinal surface plasmon reso-

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 (A) UV-visible spectra of the lysozyme—AgNP complex with different concentrations of protein [10~> M (red), 10~ M (green), 10~” M (purple),
107° M (black), and AgNP (orange)] incubated for 30 min. (B) Time-dependent UV-visible spectra from 0 to 30 min. The inset shows the variation of
dipolar plasmonic peak intensity (black) and longitudinal tail intensity (red) with time. Deconvoluted SERS spectra of (C) the lysozyme—-AgNP
complex and (D) pure lysozyme showing a change in the secondary structure of proteins. (E) Dynamic light scattering spectra of AgNPs (black), salt
aggregated AgNPs (red), and protein aggregates (blue) showing the different size distributions of the aggregates, while the shaded part of the line
corresponds to the standard deviation. A protein concentration of 107> M was used in the lysozyme—AgNP conjugates used in (B—E).

nance peak in the UV-visible spectrum was observed (Fig. 2
(A)). The transverse plasmon band of the AgNPs was signifi-
cantly diminished, accompanied by an increased longitudinal
(tail) band intensity. Such observation is typical of the for-
mation of protein-nanoparticle aggregates as reported by
Halas et al*® Since the protein molecules undergo partial
denaturation on the surface of the nanoparticles, the favour-
ably interacting domains come together and form amyloid-
type aggregates, thus pulling the nanoparticles together. This
results in the loss of the dipolar plasmon peak as the particles
are no longer spherical and aggregated together to form differ-
ently sized nanoparticle clusters. This gives rise to the increas-
ing intensity of multipolar LSPR modes at a higher wavelength
(around 800 nm), and the heterogeneity of the system makes
the peak much broader.*® The change in the LSPR profile indi-
cates that the maximum aggregation occurs at a concentration
of 107> M of protein incubated with 0.5 nM of AgNPs.
Furthermore, the change in the protein structure due to
surface-induced aggregation was observed from the changes in

This journal is © The Royal Society of Chemistry 2024

the intensity of the characteristic peaks of lysozyme in the UV-
visible spectrum at around 260-280 nm (Fig. 2(A)). These
peaks emerge due to the lateral chains of aromatic residues
like Tyr, Trp, Phe, and Cys. The changes in the protein struc-
ture could also be observed through the deconvolution of the
amide I band of the SERS spectra of the protein—nanoparticle
conjugates (Fig. 2(C) and (D)). The protein exhibits alterations
in its conformational state, specifically in the proportion of its
helical secondary structure following the aggregation process.
Consequently, a reduction of 6% in helical conformation was
observed as compared to the native protein.

In addition to the appearance of multipolar surface
plasmon modes, the time-dependent UV-visible spectrum in
Fig. 2(B) and Fig. S21 shows a blue shift in the transverse
surface plasmon mode of the AgNPs with the increase in the
incubation time. This blue shift in the absorption spectrum of
the AgNPs can be due to events such as leaching or charge
transfer at the protein-nanoparticle interface.** The addition
of lysozyme resulted in a slight increase in the hydrodynamic

Nanoscale, 2024,16, 1749-11761 | 11753
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diameter of bare nanoparticles, which was directly observed by
the DLS technique. The formation of large aggregates of the
AgNPs as a function of time was evident from the evolving
hydrodynamic radius of nanoparticles incubated with lyso-
zyme (Fig. 2(E)).

Since charge-based interactions are critical for aggregate
formation, we have also investigated the effect of ionic species
such as salts. Fig. 2(E) compares the sizes of salt- and protein-
induced nanoparticle aggregates. The size distribution plots
from the DLS data revealed that the lysozyme-catalyzed aggre-
gation produced tightly packed and well-ordered aggregates.
The analysis of the full-width at half-maximum of these peaks
showed that the polydispersity of the salt-aggregated AgNPs
was more pronounced than that formed using lysozyme. These
observations indicate the possible existence of an additional
interaction mechanism between the protein and the nano-
particles, specifically at the interface, which is discussed in the
subsequent sections.

3.2. The emergence of far-red fluorescence from the protein-
nanoparticle aggregates

SERS, a predominantly surface-sensitive technique, was used
to explore the precise mechanism of interactions between pro-
teins and nanoparticles. SERS has been recently used to probe
minute structural changes in the binding of proteins to the
surface of nanoparticles.*>*” The vibrational features of aro-
matic amino acids Phe, Tyr, and Trp, as well as amide and
protein secondary structural characteristics, dominate the
SERS spectrum of lysozyme, which is consistent with previous
research.*®*? It is worth noting that the position and ampli-
tude of the protein’s modes are influenced by its orientation to
the nanoparticle surface, which is determined by surface selec-
tion criteria.’® Because the electromagnetic field augmentation
decays with the third power of the circumferential distance
from the surface, vibrational modes near the surface are
enhanced more than those further away.”" Interestingly, as the
aggregation of the protein-nanoparticle conjugate increases
with time, the fluorescence background seen from SERS also
increases, indicating the emergence of “turn-on” fluorescence
in the system (Fig. 3(A) and S37).

The evolution of protein-induced nanoparticle aggregation
with time and the corresponding fluorescence emission were
monitored using confocal fluorescence microscopy [Fig. 3]. An
increase in the fluorescence intensity with incubation time
was observed, as aggregation is a time-dependent phenom-
enon.*” The extent of aggregation could be directly correlated
with the increase in fluorescence emission intensity. Confocal
microscopy also showed this red-shifted fluorescence, aligning
with the substantial fluorescence background noted earlier in
the SERS of the same samples. In Fig. 3(C)-(i), it could be seen
that the confocal fluorescence microscopy image of the pure
and fresh lysozyme solution obtained with 543 nm laser exci-
tation had no fluorescence emission. Similarly, no red fluo-
rescence was observed in the case of bare AgNPs [Fig. 3(C)-(ii)].
However, when the nanoparticles were aggregated using lyso-
zyme, they exhibited strong red fluorescence [Fig. 3(C)-(iii)].
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The red emission was observed in the range of 645-680 nm.
Contrasting results were obtained when the same AgNPs were
aggregated with sodium chloride, and no fluorescence emis-
sion could be observed.

Interestingly, small molecules such as 4-NTP also displayed
fluorescence emission, as confirmed by the Raman and fluo-
rescence data. However, the confocal fluorescence image of
the aggregated nanoparticles in the presence of TP, where
nitrogen and oxygen atoms are absent, showed no fluorescence
emission (Fig. S4t), which essentially highlights the role of
functional groups containing these atoms in fluorescence
emission in the red region. This unique emission has been
observed previously in a few reports and also in the case of
clusteroluminescence.**** Even non-conjugated systems pos-
sessing lone pair-containing atoms also have enhanced red-
shifted emissions.>**> Therefore, biomolecules containing a
high percentage of nitrogen-containing functional groups
show clusteroluminescence and cluster-dependent biological
activities."®>® In the subsequent sections, we investigated this
unique emission through various spectroscopic techniques.

3.3. Spectroscopic analysis of the origin of red emission from
the nanoparticle—protein conjugate

Absorbance and emission spectroscopy provided significant
insights into the photophysics of the system. Protein-nano-
particle aggregates of different sizes were created using
different nanoparticle-to-protein ratios, and their average
hydrodynamic radius was obtained by DLS. The emission
spectra of these different aggregates were found to be red-
shifted with the increase in size (Fig. 4(A)). Unlike convention-
al fluorescence, the emission wavelengths varied when the
same aggregate was excited by different excitation wavelengths
(Fig. 4(B)). This excitation-dependent luminescence is a
unique feature of clusteroluminescence. According to Kasha’s
rule, luminescence happens from the lowest excited state, and
the emission wavelength is constant for a particular molecule
with a definite structure, due to which the change in excitation
will only result in a change in the emission intensity but not
the emission wavelength.>” However, in the case of clusterolu-
minescence, the electron delocalization differs in the clustered
state, resulting from the different energy gaps of the emitters.
These results confirm the emergence of clusteroluminescence
from the protein-nanoparticle aggregates.

Since the fluorescence in proteins emerges from aromatic
amino acids such as Trp, Tyr, His, and Phe, the initial hypoth-
esis was that proteins bereft of these amino acids would not
show such red-shifted fluorescence. However, a small posi-
tively charged protein molecule, protamine sulfate, which
lacks amino acids, also produced considerable fluorescence
background on aggregation (Fig. S5(A)t). The SERS back-
ground fluorescence from protamine was higher than that
from 4-NTP (Fig. 3(B)) and TP (Fig. S5(B)t), where the nano-
particle-molecule conjugates were aggregated using salt solu-
tions. These observations point toward specific surface chem-
istry of nanoparticles, giving rise to this “turn-on” fluo-
rescence. The interaction of the protein with the nanoparticles

This journal is © The Royal Society of Chemistry 2024
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Fig. 3 SERS spectra (A) lysozyme aggregated AgNPs at different time points and (B) salt aggregated AgNPs with 4-NTP at different time points. The
SERS spectra were collected using a 532 nm laser source. (C) Confocal fluorescence images of (I) AgNPs, (l) lysozyme, and (lll) AgNPs incubated
with lysozyme (10~° M) obtained with a laser excitation source of 543 nm. (D) Time-dependent fluorescence intensity variation calculated from the
confocal fluorescence images. The clusteroluminescence intensity of the AgNPs is quantified and represented as a histogram plot showing the
mean fluorescence intensity in arbitrary units (au). Error bars represent standard deviations of 6 individual data sets under the same conditions.

was further studied through ATR-FTIR, which provided infor-
mation on molecular-scale site-specific interactions. The ATR
spectrum from the nanoparticle-protein conjugate showed new
peaks in the 2200-2400 cm™" range. Fig. 5(A) shows the infrared
spectra of lysozyme incubated with AgNPs at different durations.
The newly emergent peak at 2330 cm™" can be assigned to the
nitrile (CN) triple bond stretching mode, as reported earlier.>®
As the concentration of the nitrile group increases with the incu-
bation time, the intensity of this peak increases. Therefore, it
can be concluded that some of the amine or amide bonds were
successfully converted to the nitrile group. The nitrile group
absorbs at 2250-2270 cm™" and is well-separated from naturally
occurring vibrational modes in proteins. The local environment
might vary dramatically within a protein (the bond in question
might be in proximity to or buried in the protein’s hydrophobic
core), which causes the absorption peak of the nitrile group to
shift to around 2330 cm™"
converted to the nitrile group through various mechanisms,

. The amine or amide group can be
such as the silver-catalyzed dehydration of the amide bond or

the silver-catalyzed oxidation to the nitrile group.>® As the aggre-
gation increases, the reactive sites captured between the aggre-

This journal is © The Royal Society of Chemistry 2024

gates are locked at a specific position, making the conversion
more probable. Therefore, the silver atom catalyzes the for-
mation of the nitrile group by acting as the electron acceptor
from the nitrogen atom in the peptide chain, as confirmed by
the charge transfer quantum calculation between the Ag surface
and the binding moieties. As reported in earlier studies, nitrile
group clusters have been strongly linked to the hyperbranched-
enhanced-emission effect due to the through-space conju-
gation.®® These moieties or sub-fluorophores, such as -NH-,
C=0, and nitrile, are generally composed of electron-rich
heteroatoms and exhibit unusual fluorescence due to the for-
mation of a pendent group cluster. This clusterization-mediated
restricted movement of the nitrile groups triggers the emission
caused by non-radiative relaxation and electron delocalization
by through-space conjugation. We envisage that the oxygen-rich
moieties in the protein molecules, specifically the formation of
a silver-catalyzed nitrile group on the surface of the AgNPs, give
rise to the clusteroluminescence in the nanoparticle aggregates.

The emergence of a nitrile group can also be seen from the
SERS spectra of lysozyme (Fig. 5(B)) and protamine sulfate
(Fig. S5(A)t), along with a significant fluorescence background

Nanoscale, 2024,16, 1749-11761 | 11755


https://doi.org/10.1039/d4nr01803f

Published on 24 5 2024. Downloaded on 2025/10/29 3:16:31.

Paper

10-3 M Lys with AgNP
109 M Lys with AgNP
——107 MLys with AgNP
——109 MLys with AgNP

>

Intensity (a.u.)

o el

500 525 550 575 600 625 650
Wavelength (nm)

Excitation

320 nm
e 370 NM
w— 440 nm
w532 NM

—
0
S

Intensity (a.u.)

495 550 605 660 715
Wavelength (nm)

440

Fig. 4 (A) PL spectra of the AgNP-lysozyme complex with different
concentrations of lysozyme. (B) Laser excitation-dependent PL spectra
of AgNP aggregates in the presence of lysozyme.

when excited with a 532 nm laser source. The SERS band at
' is due to the methylene group, and the
band corresponding to 877 cm™" is assigned to Trp. This band
belongs explicitly to the N-H site of the indole ring on aggrega-
tion inside the Trp moiety and is sensitive to environmental
changes.”® The peak at 233 cm™' is assigned to the Ag-N
bond, which explains the binding site to the AgNPs. The
nitrile peak at 2227 cm™" increased with the nanoparticle incu-
bation time and the consequent increase in aggregation.
However, this peak was absent in the SERS spectra of TP,
further highlighting the surface-catalyzed conversion of the
nitrogen-containing functional groups to the nitrile group and
its role in inducing red emission due to the
clusteroluminescence.®*

The significant red shift of the emission can be attributed
to the interaction of the dipole moment of the luminogens

around 1442 cm™
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with the electrostatic charges within the protein-nanoparticle
aggregate.®” This interaction can be compared to the Stark
effect, where the dipole moment is renormalized. The altered
dipole can change the energy gap between the highest occu-
pied molecular orbitals and the lowest unoccupied molecular
orbitals, causing the observed red shift during emission.*® The
red emission can also be attributed to the coexistence of intra-
chain and interchain through-space interactions of the lumi-
nogens in the aggregated protein molecules. The aggregated
state also promotes abundant intramolecular and inter-
molecular hydrogen-bond interactions, which impart stability
to n---n (N--O) and n---x (N---C=0) through-space type of
interaction. Electrons from peptides can be delocalized
through intramolecular or intermolecular hydrogen bond for-
mation and have been previously found to have electronic tran-
sitions in longer wavelength regions, resulting in a red shift in
the emission spectrum.®?

3.4. Protein-nanoparticle charge transfer probed through
quantum calculations and ultrafast spectroscopy

To understand the atomistic details of interactions between
the AgNP surface and different building units of protein, we
performed thorough first-principles-based computational
investigations. We initially optimized the ground state of the
adsorbed molecules on the AgNP surface at 0 K. The (111)
surface of AgNPs has been considered for exploring molecular
interactions with these metal nanoparticles. Fig. 6(A) and
Table 1 include the optimized geometries and detailed struc-
tural parameters.

The molecular moieties in the protein are expected to
interact with the (111) surface of AgNPs while forming aggre-
gates. The anchoring atoms (O and N) of the molecules
remain placed on top of the AgNP surface. The non-aromatic
molecular moieties with different anchoring groups exhibit
physisorption and shorter AgNP-X (X = anchoring atom) dis-
tances (2.29-2.86 A), as shown in Table 1. The calculated
binding energies of the different protein moieties narrowly
range from —27 to —31 meV per atom, indicating weak but
stable nanoparticle-protein interactions under ambient
conditions.

The intermolecular interactions between adjacent fluo-
rescent CH;NCN molecules on the (111) surface of AgNPs were
studied computationally. It should be noted that we are only
considering nitrogen-containing fluorescent moieties for all
further studies. The modelled supercell of the AgNP surface
contains two CH3;NCN molecules that are spatially close to
each other (Fig. 6(B)). The binding energy calculations in the
presence and absence of the (111) surface of AgNPs depict that
these molecules remain stacked only on the metallic surface.
The positive binding energy of 0.11 eV between pairs of mole-
cules in the gas phase indicates that AgNPs play a crucial role
in aggregating these molecules by initiating intermolecular
electronic coupling. The aggregation of molecules on the (111)
surface of AgNPs further suggests their limited thermal
motion, which can enhance the emission properties of the
overall system by suppressing non-radiative recombination pro-

This journal is © The Royal Society of Chemistry 2024
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Fig. 6 (A) The optimized structures of molecular moieties on the AgNP
(111) surface. Surfaces with (i) NCNHCHj3, (i) OC(NH3)CH3, and (iii) OHC
(O)CHj5 are presented. The non-covalent interactions between Ag atoms
and anchoring atoms (C/N) give rise to physiosorbed molecules of the
surface. Key: AgNPs (gray), C (cyan), N (blue), O (red), and H (white). (B)
The charge transfer between the single CH;NCN and CH3;NCN-AgNP
(111) surfaces. The yellow and blue iso-surfaces indicate charge
depletion and accumulation, respectively. The charge transfer plot

shows intermolecular as well as molecule—AgNP (111) surface electronic
coupling.

cesses. As tabulated in Table 1, the Bader charge calculation
depicts the direction of charge transfer between the binding
entities that closely depend on the anchoring groups’ chemical
nature. The interacting nitrogen atoms donate electrons to the
AgNP surface, whereas moieties with oxygen as the binding
site accept electrons from the metal surface.

The charge density difference was also studied to under-
stand the electronic coupling between protein moieties and

This journal is © The Royal Society of Chemistry 2024

Table 1 The binding energy, charge transfer, and surface-anchoring
atom distances for various molecular moieties on the AgNP (111) surface

Binding energy Charge transfer Ag-N/O
Molecules  (meV per atom) (e7) distance (A)
NCNHCH; -28.3 +0.05 (molecules 2.29
to AgNPs)
OHCOCH,; -27.0 +0.05 (AgNPs to 2.86
molecules)
NHCHCH; -31.1 +0.05 (molecules 2.57
to AgNPs)

AgNP surfaces. The plotted charge density difference reveals
that the non-covalent interaction between the AgNP (111)
surface and the nitrogen of CH3NCN is the dominant kind of
electronic coupling present in these systems, as shown in
Fig. 6(B). Moreover, relatively weak but evident charge accumu-
lation on the nitrogen atom of the NCN group away from the
AgNP surface in one of the molecules depicts the through-
space intermolecular electronic coupling.'> The lone pair of
anchoring nitrogen in CH3;NCN donates the electron cloud to
the AgNP surface atoms, depicting metal surface-molecule
electronic coupling. Thus, the overall charge transfer and elec-
tronic coupling between protein and AgNPs can be tuned by
modifying anchoring group chemistry.
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Fig. 7 Transient absorption spectra of (A) AgNPs and (B) AgNPs with protein and the principal wavelength decay kinetics of (C) AgNPs at 470 nm

and AgNPs with protein probing at (D) 470 nm and (E) 600 nm.

The charge transfer processes that AgNPs experience when
interacting with proteins were probed through transient
absorption spectroscopy. AgNPs (Fig. 7(A)) exhibited promi-
nent excited state absorption with a maximum at about
470 nm, showing no probe dependency on the decay kinetics.
A faster interband transition to the ground state occurred
within ~6.5 ps of the same probe pulse at 470 nm in the pres-
ence of AgNPs (Fig. 7(B)). On the other hand, AgNPs exhibit
intriguing probe-dependent dynamics in the presence of
protein (~10 pM) (Fig. 7(C)), which depicts the formation of a
photoproduct state (525-650 nm) at the compensation of AgNP
decay followed by its progressive ground state transition.
Proteins are found to delay the electron-hole recombination
time in AgNPs up to ~237 ps (at 470 nm), which is the prob-
able signature of charge transfer from the nanoparticle to the
protein (Fig. 7(D)). The growth component of 33 ps further
confirms the formation of a new photoproduct with an absorp-
tion at around 600 nm, which decays down within 305 ps
(Fig. 7(E)). Therefore, these ultrafast measurements further
confirm the electron transfer between the nitrogen and oxygen
atoms of the proteins and the AgNP surface.

3.5. Utilizing clusteroluminescence for imaging Huntingtin
protein aggregates in cells

Clusteroluminescence-based cellular imaging of Huntingtin
protein aggregates overexpressed in HeLa cells was performed
during AgNP incubation. Upon overexpressing the human
influenza HA-HTT partial exon (1-Q74) in HeLa cells for 48 h,
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the protein aggregates were labelled in the presence or
absence of AgNP (0.5 nM) suspension for the final 3 h prior to
harvesting (Fig. 8A). Untransfected cells were used as a nega-
tive control, and similarly, the overexpressing population
without the AgNP labelling was used as an additional negative
control to trace the protein aggregates. Interestingly, our obser-
vations revealed that only the cells marked with AgNPs exhibi-
ted positive clusteroluminescence. Moreover, the cells expres-
sing the aggregation-prone species, which were colocalized
with the HTT clusters, were detected using an anti-HA anti-
body tagged with Alexa Fluor under excitations at 488 and
647 nm respectively (Fig. 8B). As the untransfected population
failed to form these protein aggregates, no clusterolumines-
cence was observed in these negative control cells as expected,
and no signal was seen in either of the control cells. The colo-
calization was also confirmed through the visualization of the
aggregates along with the nucleus through Hoechst dye stain-
ing. The Z-stack image of the HTT aggregates with AgNPs
showing clusteroluminescence clearly shows their localization
within the cells (as shown in Movies M1 and M2+). Thus, the
surface of plasmonic AgNPs enables a complex interplay of
various forces between the nanoparticles and proteins and the
chemical reactions catalyzed by the constituent materials, as
shown in the earlier sections. This study is also consistent
with earlier reports of metallic gold nanoparticles, which have
been found to interact with proteins and interfere with
amyloid formation. Proteins have a high affinity to adsorb
onto nanosurfaces, and the interaction is driven by entropic

This journal is © The Royal Society of Chemistry 2024
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Fig. 8 Clusteroluminescence labelling of Huntingtin protein aggregates using AgNPs in Hela cells: (A) Cells expressing the aggregation prone HA
tagged Huntingtin protein (HA-HTT) were allowed to form the aggregates and the luminescence (green) was traced in the 488 nm excitation range
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green and magenta signals is quantified with 30 individual images across three independent biological replicates and represented as a dot plot indi-
cating that the mean 0.5802 with a p value of 0.0012 is shown in panel (Ill). An error bar represents SD. Magenta represents anti-HA staining with
Alexa 647, while green represents the clusteroluminescent signal from AgNPs. DNA is visualized with Hoechst dye shown in cyan.

and enthalpic factors such as redistribution of amino acids,
dehydration at the interface, and conformational changes in
the protein molecule itself. Notably, foreign entities in cells or
physiological systems often trigger nucleation on the surface,
promoting accelerated aggregation and amyloid formation.®*
The nanoparticles also attach to oligomeric and aggregated
species, particularly soft and flexible proteins and aggregates,
which have longer residence times on the nanoparticle
surface. Furthermore, trypan blue viability assays demon-
strated that concentrations exceeding 0.5 nM exhibited heigh-
tened toxicity, as shown in Fig. S6(B).T Furthermore, extending
the duration of AgNP labelling up to 24 h did not yield a sig-
nificant increase in clusteroluminescent signals, as evidenced
by Fig. S6(A) and S6(C).t The observed mean Pearson’s coeffi-
cient (R = 0.5802) between AgNP and HA-HTT signals in green
and magenta underscores a robust positive correlation
between clusteroluminescence emanating from AgNPs and
their specific binding to HTT protein aggregate clusters within
cells. The direct observation of AgNP aggregation with protein
molecules again corroborates the specificity of the AgNPs to
exhibit “turn-on” clusteroluminescence when they are strictly
in a bound form with the protein aggregates, which is the
Huntingtin protein in this case. The plasmonic nanoparticles
and the protein-nanoparticle aggregate ensure (1) higher emis-
sion intensity from the clusteroluminogens on the nano-
particle surface and (2) red-shifting of the fluorescence to
differentiate from autofluorescence and increase the detection
selectivity. Since the emission depends on the excitation wave-

This journal is © The Royal Society of Chemistry 2024

length, interfering optical windows can be selectively avoided.
We anticipate that “turn-on” clusteroluminescence would
provide a simple, robust, and functional method for molecular
imaging and increase the accuracy of diagnosing debilitating
diseases.

4. Conclusions

An alternative method of label-free imaging of protein aggre-
gates in cells is demonstrated using clusteroluminescence.
Plasmonic AgNPs undergo aggregation with protein molecules,
leading to unconventional “turn-on” fluorescence in an aggre-
gated state that is significantly red-shifted. This clusterolumi-
nescence results from the interaction of the electron-rich nitro-
gen heteroatoms at the nanoparticle interface, specifically the
plasmon-catalyzed nitrile groups, which contribute to the
through-space intermolecular electron coupling, leading to
fluorescence emission. The red shift results from the hydro-
gen-bonded solid network of the aggregated protein mole-
cules, which has higher electron delocalization and the Stark
effect type of phenomenon where the charged aggregates
enable the renormalization of dipoles and change of the
HOMO-LUMO energy gap. This combined effect of plasmonic
enhancement and clusteroluminescence in the protein-nano-
particle aggregates was harnessed to visualize intracellular
accumulations of Huntingtin proteins. This unconventional,
red-shifted fluorescence can potentially facilitate fluorescence

Nanoscale, 2024, 16, 1749-11761 | 11759


https://doi.org/10.1039/d4nr01803f

Published on 24 5 2024. Downloaded on 2025/10/29 3:16:31.

Paper

imaging of biological systems with minimum interference
from the physiological environment.
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