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Introduction

Structural, spectroscopic, theoretical, and
magnetic investigations of a novel cubane-like
tetranuclear copper(i)-hydrazone complex

Lucia Santa Maria de la Parra,® Leonardo E. Riafrecha,” Gustavo A. Echeverria,®
Luis Lezama,® Oscar E. Piro, () © Diego M. Gil,® Antonio Frontera " and
Ignacio E. Ledn (&) *29

This study details the synthesis of a novel ligand, (E)-5-chloro-N’'-(2-hydroxy-3-methoxybenzylidene)
thiophene-2-carbohydrazide ligand (for short, H,L), and its tetranuclear Cu(i) complex (Cug4l,), together
with their X-ray crystal structures and the magnetic properties and EPR spectra of Cusls within the
4-300 K temperature range. Furthermore, we report the spectroscopic characterization (FTIR and
UV-Vis) of the compounds and perform a Hirshfeld analysis of their non-covalent interactions, along with
certain quantum chemical calculations. HpL crystallizes in the monoclinic space group Cc with Z =
8 molecules per unit cell and the CugLs complex crystallizes in the tetragonal space group P4;/a with Z =
4. The complex is at a crystal site of S4 symmetry, conforming to a cubane-like CusO,4 core. The main
pathway for exchange interaction between neighboring copper ions in the core involves a relatively large
overlap of the copper d(x?> — y) electron ground state orbital with the sp? lone-pair lobes of the bridging
oxygen. Magnetic susceptibility in the 5-300 K range, mainly interpreted with the exchange Hamiltonian
Heoy = J(S1:S5 + $5-85 + $5:54 + $4-51), confirms the expected relatively strong antiferromagnetic (AF) char-
acter of the complex (J = —61.5(1) cm™). The powder room temperature Q-band EPR spectrum shows a
very broad band (AB,, = 1980 Gauss) corresponding to a gyromagnetic g-factor of 2.13. The band inten-
sity decreases sharply with temperature, as expected for a Cu(i) tetramer with a well isolated spin singlet
(S = 0) ground state.

sis, electrochemistry, medicinal chemistry and diagnostic
applications, among other areas."™

Copper coordination compounds exhibit a broad spectrum of
chemical-biological activities, making them valuable in cataly-
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The nuclearity of copper complexes, namely the number of
metal ions in the cluster, influences their properties, including
reactivity, stability and their potential applications in catalysis
or materials science.’

Copper can form complexes with different nuclearities,
depending on the coordination environment and the oxidation
state of the metal. These complexes can be classified into
various categories based on their nuclearity: mononuclear,
binuclear, trinuclear, tetranuclear, and hexanuclear Cu(u) clus-
ters, as well as coordination polymers.®

Particularly, the nature and chemistry of polynuclear Cu(u)
complexes have attracted the interest of several research groups
due to their unconventional structures and potential applications
in different disciplines like catalysis, inorganic biochemistry, bio-
inorganic chemistry, electronics and magnetism.”° Because they
can function as both chelating and bridging agents at the same
time, multidentate Schiff bases are frequently utilized to create
polynuclear copper complexes.'”'* Their diverse interactions
arise from the redox properties of the copper ion and the struc-
tural versatility of their ligands.

This journal is © The Royal Society of Chemistry 2025
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In this order, hydrazones are a class of organic compounds
that feature the functional group -C=NNH,. They are formed
by the condensation of a carbonyl compound (such as an alde-
hyde or ketone) with hydrazine (NH,-NH,) or a hydrazine
derivative. This family of ligands has several applications
related to its antibacterial, anticancer, and antituberculosis
activity."*™°

Several reports describe different copper-hydrazone com-
plexes with diverse nuclearities (mononuclear, binuclear, tetra-
nuclear) and geometries exhibiting catalytic, anticancer and
magnetic properties.®*¢™°

Copper(u) complexes, particularly those containing cubane-
like Cu,0, cores, have been extensively researched to design
magnetic materials.”%*

A classification of cubane-like complexes based on the dis-
tribution of Cu-O distance values inside the cube has been
proposed by Mergehenn and Haase.””>* Compounds that
exhibit dominant AF interactions and four long Cu-O dis-
tances between two pseudo dimeric units are classified as type
I, whereas compounds that exhibit dominant ferromagnetic
interactions and two long distances within each pseudo
dimeric unit are classified as type II. Alternatively, Ruiz and co-
workers®® categorized cubane compounds according to
Cu---Cu distances as follows: (i) [2 + 4], complexes with two
short and four long Cu---Cu distances; (ii) [4 + 2], complexes
with four short and two long Cu---Cu distances; and (iii) [6 +
0], complexes with six equivalent Cu---Cu distances.

The original aim of our research is to synthesise and study
the structural, physicochemical and spectroscopic properties
of hydrazones with potential chemical-biological activity and
their complexes with transition metals in the search for
improved pharmaceutical performance.

As it turns out, the Cu(u) complex with the new H,L ligand
crystallizes as a tetranuclear, cubane-like cluster, Cu,L,, with
unique structural features: (i) it is located at a crystallographic
site of S, symmetry in the tetragonal space group I4,/a that
renders the four metal ions equivalent; (ii) neighbouring
metals are bridged by a single hydroxyl oxygen atom along the
metal electron d(x*> — y*) ground state orbital and through the
oxygen sp> lone-pair lobes that closely fulfil the Anderson-
Goodenough-Kanamori rules for strong AF coupling; (iii) the
bulky Cu,L, complex is electrically neutral and, as a molecular
crystal, lacks counterions and solvent molecules. Furthermore,
the X-ray structure shows no significant intermolecular
H-bonding. All these make the tetranuclear units relatively iso-
lated from one another in the lattice.

All the above special characteristics make the Cu,L, crystal
an ideal system for magnetic-structural studies to shed further
light on the super-exchange interaction between the unpaired
electrons on neighbouring copper ions in a cluster. As a
subject of considerable interest, exchange coupling plays a fun-
damental role in the nature of chemical bonding and in the
magnetic properties of a wide range of materials.

We report here the synthesis of a new ligand (H,L) and its
tetranuclear Cu(u) complex (CuyL,), their X-ray crystal struc-
tures and the magnetic properties and EPR spectra in the
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4-300K temperature range of CuyL,. Also, we present the
spectroscopic characterization of the compounds, a Hirshfeld
analysis of their non-covalent bonding and some quantum
chemical calculations.

Results and discussion
Synthetic procedure

The synthesis of the ligand (H,L) and complex (CuyL,) was
carried out following previously published methods with
certain modifications.”® > Scheme 1 summarizes the synthesis
of the ligand and the complex (see details in the Experimental
section).

Nuclear magnetic resonance

The solid-state X-ray structure of the H,L ligand was validated
in solution using 1D and 2D NMR spectra (Fig. $1-S3). "H and
13C spectra were obtained in d°-DMSO solvent on Bruker
Avance NEO 500 MHz equipment.

The "H NMR spectra showed peaks of OH at 12.13 and
11.92 ppm, a characteristic peak of amide H at 10.59(9.36)
ppm, and an imine peak at 8.65(8.49) ppm. These peaks
confirm the binding between the hydrazide and aldehyde
groups. Additionally, the methyl fragment of the ligand was

Y
(0] (0] H
. _NH, ())\N/“
} 'I‘ HO — |
\ H + N H
MeO HO
5.C1-Tph-H o-HVA
MeO
H,L

Ethanol
Cu(NO3),*3H,0
1 h, reflux

Cll_‘L,‘

Scheme 1 Synthesis of the ligand and the CusL4 complex.
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observed at 3.84(3.82) ppm. The *C NMR spectra showed the
signal of the ketone group of amide fragments at 160.40
(156.95) ppm. The 2D spectra (Fig. S3) confirm the above
assignment of peaks. The explanation for the NMR signals is
that the NH1 nitrogen experiences a very slow enantiomeric
equilibrium or the presence of the keto-enol equilibrium in
solution, as reported by other authors such as El-Gammal and
coworkers for similar metal complexes.*’

Crystallography

Crystal data and structural refinement results for H,L and
CuyL, are summarized in Table S1.

H,L ligand. An ORTEP*' drawing of the electrically neutral
H,L ligand is shown in Fig. 1. There are two very closely
related molecules per asymmetric unit (rms separation
between homologous atoms from their best least-square fit of
0.031 A).

Bond distances within one of the two independent H,L
molecules are compared in Table S2 with the corresponding
ones of its L>~ ligand anion in the CuyL, complex.

Because of extended bond delocalization, both ligand mole-
cules are nearly planar (rms deviation of non-H atoms from
the best least-squares plane less than 0.07 A); they are angled
with each other in 69.17(3)°. Planarity is further favoured by
an intra-molecular OH:--N bond [O--N bond distances of
2.600(4) and 2.590(4) A and corresponding O-H---N bond
angles of 144 and 143°].

Observed bond distances and angles conform to estab-
lished organic chemistry knowledge. Organic Chemist knowl-
edge. Particularly, benzene C-C bond distances in the 1.370
(7)-1.411(5) A range for molecule #1 and 1.364(6)-1.412(5) A
for #2 agree with a ring resonant-bond structure. Halo-substi-

c14
C13
Cc12
ci1
S1
0O
C24 c23
C22
Cl2
S2

C213

o]

Fig. 1 View of H,L, showing the labelling of the non-H atoms and their
displacement ellipsoids at the 30% probability level. Intra and inter-
molecular H-bonds are indicated by dashed lines.
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tuted thiophene ring C-C bond lengths of 1.363(5), 1.403(5)
and 1.339(5) A for #1 and 1.355(5), 1.403(6) and 1.333(5) A for
#2 accords with an expected alternate double-single-double
bond structure. Single bond C-S distances are 1.712(4) and
1.704(4) A for #1 and 1.717(4) and 1.699(4) for #2. C(th)-Cl
bond lengths are 1.722(4) and 1.718(4) A. Within the —(Ci6H)—
Ni2-(Ni1H)-(Ci5=0i1)- (i = 1,2) molecular fragments, the
short imine Ci6-Ni2 lengths of 1.268(5) and 1.269(5) A contrast
with the longer amide Ci5-Ni1l distances of 1.348(5) and
1.355(5) A, clearly confirming the formally double and single
bond characters for these links. Neighbouring independent
molecules are linked to each other through a NH:--O=Cz
bond [d(N---O) = 2.944(4) A, £(N-H---O) = 161°]. The crystal is
further stabilized by a complex intermolecular H-bond
network of weak NH---O, CH---O, and CH---Cl interactions. The
H-bonding structure is detailed in Table S9a.

Cu,yL, complex. The CuL units are arranged in the lattice as
a tetranuclear CuyL, complex located at a special crystallo-
graphic position of S, = 4 site symmetry. Fig. 2 shows the
crystal asymmetric unit content of the complex, and the corres-
ponding Cu-ligand bond distances and angles are given in
Table S3.

The copper ion is in a distorted square environment,
CuO;N core, coordinated by a nearly planar L*~ molecule
acting as a tridentate ligand through its deprotonated hydroxyl
oxygen atom [d(Cu-02) = 1.957(2) A], carbonyl oxygen
[d(Cu-O1) = 1.934(2) A] and the imine N-atom [d(Cu-N2) =
1.918(2) A), nearly along their sp? electron lone-pair lobes. The
fourth ligand (at the square basis) is the deprotonated hydroxyl
oxygen atom 02’ [d(Cu-02') = 1.980(2) A] of a neighbouring,
symmetry-related, CuL unit (see Fig. 2), which coordinates the
metal along the other oxygen sp” electron lone-pair lobe.
Cis L-Cu-L bond angles are in the 82.0(1)-94.63(9)° range and
trans L-Cu-L bond angles are 173.68(9) and 175.2(1)°. The
observed square coordination around the Cu(u) ion indicates a
d(x* — y®) electron (or hole) ground state.

Fig. 2 Crystal asymmetric unit (Cul) of the tetranuclear CuslL, complex
showing the labelling of the non-H atoms and their displacement ellip-
soids at the 30% probability level. Copper—ligand bonds are indicated by
solid lines. The tetragonal crystal c-axis is along the vertical. For conven-
ience, the distorted square coordination around Cuf(i) ions has been
completed with the hydroxyl oxygen atom O2’ of a neighbouring, sym-
metry-related, Cul unit of the same tetranuclear complex (S, site sym-
metry operation: = +y, 1 — x, - 2).

This journal is © The Royal Society of Chemistry 2025
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Besides a 180° rotation of the thiophene ring around the
linking >C-C(thio)< oc-bond, the major structural changes of
the L>~ ligand occur upon hydroxyl and amine deprotonation
of the neutral ligand molecule and binding to copper, as
expected, at the bonds involving the chelating copper atoms
(see Table S2). In fact, the formal —(C=O0)-(NH)-N=(CH)-
bond structure of H,L shows C=0, (CO)-(NH), (NH)-N, and
N=(CH) bond lengths of 1.223(4), 1.348(5), 1.379(4) and
1.268(5) A, respectively. It transforms into the formal —(C-O)—
N-N=(CH)- bond structure of the 1>~ ligand, with observed
C-0, (CO)-N-, N-N, and N=(CH) bond distances of 1.286(4),
1.307(4), 1.391(3) and 1.275(4) A, respectively. The >C(ph)-OH
bond length of H,L does not change significantly in the corres-
ponding >C(ph)-O- link of the L*>~ ligand [from 1.350(4) to
1.352(3) A].

By the application of the rotation-reflection operations of
the crystallographic S, site symmetry (in the tetragonal space
group I4,/a) to the CuL unit in Fig. 2, the tetranuclear Cu,L,
complex shown in Fig. 3 is obtained.

Vibrational spectroscopy

We compared the FTIR vibrational absorption spectra for the
solid samples of the complex and the ligand recorded in the
4000-400 cm™" frequency range (Fig. S4 and Table S10). The
absence of IR bands assigned to the OH and NH groups in the
spectrum of the complex compared to that of the ligand corre-
lates with the tridentate coordination of the ligand through its
donor atoms O, N, and O as revealed by structural X-ray diffrac-

Fig. 3 View of the Cu4Ls complex. For clarity, only the symmetry-
related copper and bridging hydroxyl oxygen atoms are labelled.
Stronger coordination bonds are in full lines and weaker Cu-ligand con-
tacts in thin lines. Chlorine, sulphur, oxygen, and nitrogen atoms are,
respectively, indicated in green, yellow, red and blue coloured ellipsoids.
S, site-symmetry operations: (i) x, y, z; (i) —1/4 + y, 1/4 — x, 1/4 - z; (iii)
-x,1/2 -y, z; and (iv) 1/4 — y, 1/4 + x, 1/4 — z.

This journal is © The Royal Society of Chemistry 2025

View Article Online

Paper

tion. Besides, the effect of the coordination of Cu(u) by the
oxygen atom of the carboxyl group could be appreciated by the
red shift of the 1639 cm™ band in the spectrum of the ligand
to 1617 cm™" in the complex spectrum. Furthermore, we attri-
bute the weak bands at 484 cm™" and 444 cm™' in the spec-
trum of the complex, which are absent in the ligand spectrum,
to Cu-N and Cu-O stretching modes, respectively. Similar
spectroscopic results were described by us for other copper
thiophene hydrazone complexes.?®™>°

Electronic spectroscopy

The UV-vis electronic absorption spectra of the ligand and its
Cu(u) complex were recorded in dimethyl sulfoxide (DMSO)
solutions. As can be seen in Fig. S5, bands with very different
molar absorptivities were selectively registered using varying
concentrations of the complex in DMSO solutions. The spec-
trum of the complex exhibits a broad band with a maximum at
696 nm, which is typical of a copper d-d transition, as we have
previously observed for similar compounds.'”**>° We assigned
this band with the lowest energy to d(xy) — d(x* — y*) and d(2%)
— d(x* — y?) electronic transitions, consistent with the dis-
torted square planar geometry around the copper ion observed
in the crystal structure. The more energetic transitions d(yz) —
d(x* — ¥*) and d(xz) — d(x*> — y*) overlap with the more intense
band with a maximum at 409 nm corresponding to ligand-to-
metal charge transfer transitions (LMCT), thus giving rise to a
shoulder at 431 nm. Intra-ligand transitions were assigned to
the band at 340 nm with a shoulder at 354 nm since the free
ligand’s spectra (Fig. S4) exhibit an absorption maximum at
322 nm with a shoulder at 344 nm. These findings correlate
with the solid-state spectrum, with the variations in the
maxima being attributed to the various techniques employed
in their acquisition. Since these differences are minimal, it can
be inferred that there are no significant changes in the coordi-
nation environment of Cu from the solid to the solution. The
described assignments of both the solid state and DMSO solu-
tion spectra of the complex are listed in Table 1.

Theoretical calculations

The theoretical study focuses on analyzing the Cu-O inter-
actions within the tetranuclear core of compound Cu,L,, as
depicted in Fig. 4a. Notably, some Cu-O contacts, with dis-
tances as long as 2.707 A, are better described as noncovalent
regium bonds (RgBs) rather than conventional coordination or

Table 1 Experimental electronic spectra of the complex in DMSO solu-
tion and in the solid state. Band maxima are given in nm. The molar
absorptivity values (in M ecm™) are in parentheses. The proposed
assignment is also given

Experimental in Experimental,

DMSO (e, M' ecm™) solid sample Assignment
696 (80) 721 d-d
431 (shoulder) 411 (shoulder) d—>d
409 (1.6 x 10%) 387 LMCT
354 (shoulder) 341 Intra-ligand

Dalton Trans., 2025, 54,13976-13989 | 13979
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Fig. 4 (a) Partial view of compound Cuyl,4 with an amplification of the
Cu40, central core (distance in A). The four symmetrically equivalent
long distances are represented in blue. (b) QTAIM distribution of bond
critical points (red spheres) and bond paths (yellow lines) interconnect-
ing the Cu atoms which are involved in coordination and regium bonds.

semi-coordination bonds, which typically exhibit stronger
covalent character.

Regium bonding refers to a class of noncovalent inter-
actions in which an electrophilic site on a group 11 metal (Rg
= Cu, Ag, Au) interacts attractively with a nucleophilic region
either intramolecularly or intermolecularly. The strength and
geometry of these interactions are influenced by the electronic
nature of the metal center, the nucleophilic donor, and the
substituent effects on the surrounding molecular framework.
Recent studies®® have shown that even remote substituents
(e.g., para-substituted pyridines) can modulate the strength of
Cu---Nu regium bonds in supramolecular systems.
Remarkably, RgBs have also been shown®® to drive the for-
mation of unusual anion---anion networks, as observed for
CuCl,*>~ and CuBr,>~ dianions, where short Cu---Cl/Br contacts
enable copper centers to behave as electrophiles within an
overall negatively charged environment. These findings under-
score the versatility of regium bonding and its ability to
organize both neutral and charged building blocks into well-

View Article Online
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defined architectures. They also highlight the broader impor-
tance of m-hole interactions in directing the supramolecular
behavior of group 11 elements.

To investigate the presence of a n-hole (a region of positive
potential perpendicular to a molecular framework) in com-
pound Cu4L,;, a mononuclear model complex was utilized,
namely CuL(H,O), where a water molecule was added to com-
plete one of the coordination positions. In the tetranuclear
system of compound Cu,L,, n-holes are not apparent as they
are already engaged with the oxygen atoms of neighbouring
molecules. The inclusion of water serves a dual purpose:
firstly, to complete the square-planar environment of the
copper ion, and secondly, to establish a neutral model for ana-
lysis. The molecular electrostatic potential (MEP) surface of
CuL(H,O0) is depicted in Fig. S9. It can be noted that the MEP
maximum appears at the hydrogen atoms of the coordinated
water molecule, which is considered irrelevant as this water
molecule is only included in the theoretical model but is not
present in the solid-state structure of Cu,L,. The MEP values
are significantly negative at the oxygen and nitrogen atoms of
the ligand, with values ranging from —31.4 kcal mol " at the
nitrogen atom to —37.0 kcal mol™" at the oxygen atom of the
methoxy group. Notably, the MEP is positive at the copper
atom, confirming the presence of two n-holes above and below
the molecular plane, with a MEP value of +21.9 kcal mol™,
which highlights its electrophilic nature.

The QTAIM analysis conducted on the tetranuclear system
aims to distinguish between regium Cu---O bonds and classi-
cal Cu-O coordination bonds. As illustrated in Fig. 4b, each
Cu-N, O bond features a bond critical point (BCP, marked as a
red sphere) and a bond path (indicated by an orange line)
linking the Cu atom to the O or N atoms. Each Cu atom is con-
nected to two O atoms and one N atom from the same ligand,
as well as to three O-atoms from adjacent ligands. These BCPs
are labelled “a—-f” in Fig. 4b, with their parameters detailed in
Table 2.

It is to be noted that the charge density at the BCPs labeled
“a—d” exceeds 0.075 a.u., and the values of |V| (absolute value
of potential energy density) are greater than G (kinetic energy
density), indicative of typical coordination bonds.** These four
BCPs are part of the bond paths defining the square-planar
coordination around the Cu atom. Conversely, the other two
BCPs, labelled “e” and “f”, are associated with p values less
than 0.04 a.u. and |V| approximately equal to G, characteristics

Table 2 Topological parameters in a.u. at the bond critical points connecting the Cu(i) ion to the O or N-atoms

BCP* p(7) V2p(r) W) G(r) H(r) A Distance Cu-X (X =N, O) Type
A 0.0928 0.4329 —-0.1630 0.1356 —0.0273 -0.1235 1.934 (Cu-01) Coord.
B 0.1091 0.4322 —0.1869 0.1475 —0.0394 -0.1471 1.917 (Cu-N2) Coord.
C 0.0833 0.4230 —0.1479 0.1268 —0.0211 —0.1069 1.957 (Cu-02) Coord.
D 0.0794 0.3958 —0.1392 0.1191 —0.0201 —0.1049 1.980 (Cu-02) Coord.
E 0.0173 0.0629 —0.0141 0.0149 0.0008 —-0.0137 2.707 (Cu---03) RgB
F 0.0358 0.1689 —0.0434 0.0428 —0.0006 —0.0406 2.327 (Cu---02) RgB

“The labels of bond CPs are shown in Fig. 4b.
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of noncovalent interactions. Specifically, for the longer Cu---O
distance at BCP labelled “e”, the total energy density (H) is
positive, and the p value is notably small (0.0173 a.u.),
suggesting weak noncovalent interactions. This QTAIM ana-
lysis indicates that the formation of the tetranuclear cluster in
compound CuyL, is not solely governed by coordination bonds
but also involves two regium bonding interactions that signifi-
cantly influence the final structure of the compound.

To substantiate the noncovalent nature of the interactions
further, we analysed the two-dimensional maps of the
Laplacian of the electron density (V?p) overlaid with the
reduced density gradient (RDG) 2D map. These combined
maps are instrumental in distinguishing between coordination
bonds, which generally involve covalency, and regium bonds,
which are predominantly noncovalent. This analysis is
depicted in Fig. 5, using a 2D plane defined by the Cu, 02,
and O3” atoms involved in the regium bonds. This plane also
includes the N2 and O2 atoms forming coordination bonds, as
detailed in Table 2, along with the short Cu-O, N distances
(<2.0 A).

The 2D V?p analysis shows positive values (marked by solid
line iso-contours) between the O and Cu atoms, covering both
coordination and regium bonds. This is coupled with the
2D-RDG maps, which exhibit blue iso-contours specifically in
the regions between Cu and the 02’ and 03" atoms, effectively
differentiating the coordination bonds (Cu-N2 and Cu-02)
from the regium bonds (RgBs) involving Cu---02’ and Cu---03"
atoms (symmetry operations: '—x, 1/2 — y, z; "—1/4 +y, 1/4 — x,
1/4 — z). The BCPs and bond paths indicative of RgBs are high-
lighted on the 2D maps in Fig. 5, aligned with the zero flux
boundaries between Cu and O atoms where RDG values are
near zero.

The electron localization function (ELF) 2D map further
delineates the distinct nature of Cu---O, N coordination and
regium bonds. It shows maximum ELF values at the lone pairs
of the N,O-donor atoms (in red) and highlights the electrophi-
lic character of the Cu atom. Additionally, the ELF map reveals
that the regions between the O2 and N2 atoms and the Cu
atom, connected by coordination bonds, are blue (ELF = 0.2),

Fig. 5 Left: 2D plot of the Laplacian (dashed lines for negative values
and solid lines for positive ones) including the gradient lines (in grey)
overlapped with the 2D RDG map for compound Cusl,. Right: ELF 2D
map of compound Cuyl, represented in the plane defined by Cu, 02,
and O3". The bond paths are represented as brown lines and BCPs as
red dots. The RDG density cut-off is 0.05 a.u. Symmetry operations: '—x,
12-y,z;"-1/4 +y. 1/4 —x,1/4 — z.
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indicating some degree of electron localization (electron
sharing). In contrast, RgBs are marked by BCPs (red dots)
located in areas of minimal electron density (black color),
typical of noncovalent interactions. The negative values of the
second eigenvalue of the Hessian matrix (4,) across all cases,
as listed in Table 2, confirm that both coordination bonds and
RgBs are attractive forces.

Magnetic properties

Copper bonding structure. The copper and hydroxyl oxygen
(02) atoms are located at the vertices of a distorted cube, con-
forming to a cubane-like Cu O, core tetramer. This is com-
pared in Fig. 6 with a schematic ideal cubane Cu,O, core.

The actual case of the Cu,O, core tetramer in the Cu,L,
complex corresponds to a reduction of the ideal point sym-
metry Tq4 to its subgroup S,, where every one of all four Cu(u)
ions are equally linked to other two neighbouring metals
through hydroxyl oxygen bridges, -Cu-02-Cu’-(Cu-02 = 1.957
(2) A; 02-Cu’ = 1.980(2) A), nearly along the oxygen sp> elec-
tron lone-pair orbitals (Cu-O2-Cu’ bond angle of 110.2(1)°) in
such a way to nearly optimize the overlap with the Cu(u) mag-
netic d(x> — y®) orbitals (02-Cu-02' bond angle of 90.50(9)°).
As  established by  Anderson-Goodenough-Kanamori
rules,>>?” this binding structure (see schematic Fig. S10)
favours a relatively large AF super-exchange coupling between
the unpaired electrons of neighbouring Cu(n) ions.*>3#

Magnetic susceptibility. Magnetic susceptibility data for
polycrystalline samples of CuyL, were collected between 5 and
300 K in an applied field of 0.1 T. The temperature depen-
dence of the molar magnetic susceptibility y and the y7T
product are exhibited in Fig. 7. Both plots show the usual
characteristics of molecular systems with predominantly AF
couplings and a well isolated S = 0 ground state.

The 4T value at 300 K (1.45 cm® K mol™) is slightly smaller
than expected for four uncoupled Cu(u) ions with a positive
orbital contribution to the magnetic effective moment (y7 =
1.70 em® K mol™" with g = 2.13 from EPR results). Upon
cooling, the xT product continuously decreases and almost
stabilizes at a value of 0.02 cm® K mol™" below 10 K. Magnetic
susceptibility increases continuously with decreasing tempera-

Cuu‘i Cuii
. J s
J .S, ]
[N
; N
g J AN
Cu™. cu'

(©)

Fig. 6 (a) Ideal cubane Cu40,4 core (T4 symmetry). (b) Cubane-like
Cuy404 core in the tetranuclear Cuysl, complex (crystallographic site
symmetry S4, a subgroup of Ty) showing super-exchange relevant Cu—-O
bond paths (in full lines), distances (A) and Cu-O-Cu bond angles (°).
Some weaker Cu---O paths are indicated by thin lines. Symmetry oper-
ations as in Fig. 3. (c) Exchange coupling scheme used in the spin
Hamiltonian of eqn (2).
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ture, reaching a broad maximum at around 68 K. Below this
temperature, the curve drops to a minimum at 13 K and then
rises sharply upon further cooling. The increase of suscepti-
bility at low temperatures and the residual moment of
0.02 cm® K mol™ could be attributed to a small amount of
paramagnetic impurity. On the other hand, the thermal vari-
ation of ' appears to follow the Curie-Weiss law yc_w *(T) =
(T - 6)/Cp, above 150 K with Cp, = 1.75 em® K mol™* (g = 2.16)
and 6 = —63.2 K (Fig. S11 of the SI). However, the value of Cp,
is slightly larger than expected and is probably overestimated
due to the presence of strong AF interactions.

The observed magnetic behaviour has been analysed
through the isotropic Heisenberg-Dirac-van Vleck model
Hamiltonian to describe the energy of the low-lying electronic
spin states:

2 exp(y) +exp(2y — x) + 5 exp(2y + x)
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that all spin multiplets are well isolated and hence the total
spin S is a good quantum number, the resulting spin
Hamiltonian is:

A

H=gpB-8—J(S1-8,+8 -85+ 85 -84 +84-81) @)
—J'(81 -85+ 85+ 84)

where the Arabic numbering of the spins follows the roman
ones of the copper atoms in Fig. 6, J and J' are the coupling
parameters through the (a) and (b) pathways, respectively, g is
the Bohr magneton, B is the applied magnetic field vector, and
g is the average Lande factor for the coupled system, where the
individual g-factors of all Cu(u) ions are equal because of the
crystallographic S, site symmetry.

Considering the energies of the spin states resulting
from eqn (2), the following analytical expression for
the thermal dependence of the magnetic susceptibility
per mol of the tetramer could be derived (see section M2 of
the SI):

Hex = — Z]gﬁi : 3} (1)
i<j
0.7503 g2
}(m(T) =

where J; is the exchange integral between the magnetic centres
i and j and corresponds to the spin-dependent pair-wise
electrostatic electron-electron interaction arising from Pauli’s
exclusion principle.*® Bearing in mind the S, point symmetry
of the Cu,O, core tetramer in Cu4L,, a distorted [4 + 2]
geometric type of cubane according to the model proposed by
Ruiz et al.,”® two different intramolecular exchange pathways
can be operative in this compound: (a) that involving two short
Cu-O bonds: Cu-02 = 1.957(2) A; 02-Cu’ = 1.980(2) A; Cu---Cu’
= 3.2283(6) A, and (b) the one involving one short and
one long Cu-O distances: Cu-O2 = 1.957(2) A; O2-Cu” =
2.707(2) A; Cu---Cu’ = 3.6275(8) A (Fig. 6). Therefore, assuming
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Fig. 7 Magnetic behaviour of compound Cuy4ls. The solid lines rep-
resent the best least-squares fit to the experimental data of eqn (4) with
J=-615(1)cm™ J =1(1) cm™and p = 0.0013.
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where x = J/kT, y = J/kT, N and k are the Avogadro and
Boltzmann constants, respectively. Considering the residual
moment observed at low temperatures, eqn (3) has been
extended to include a paramagnetic contribution, assumed to
come from a species with the same molecular weight per Cu(u)

ion and g-walue as the main compound to avoid
overparameterization:
0.375g*
Xeale(T) = (1 = p)tm +pT (4)

Least-squares fitting of the experimental data with eqn (4)
leads to J = —=59.8(3) cm™" (AF), J' = +15(3) cm™, g = 2.107(3)
and p = 0.0013(1). The calculated ycqc vs. T and yeqcT vs. T
curves reproduce well the experimental data and the agree-
ment factors, defined as R, = Y (Yobs — Xeate) /2 xobs- and R,z =
S (¥ Tobs — xTeare) /Y (¢ Tons)’s are 9.9 x 107> and 4.6 x 1077,
respectively, which corresponds to a good experiment vs.
theory agreement. The sign and magnitude of J agree well with
what is expected from the disposition of the magnetic orbitals
involved in the exchange pathway (a) and is stronger than
those reported in the literature for other related compounds
(see Table 3). As mentioned above, an effective overlap
between the d(x*> — y?) orbitals of the Cu(u) ion, where mainly
the unpaired electrons are located, is achieved via the oxygen
sp> electron lone-pair orbitals (Fig. S$10). It is to be noted that
general observations show that tetranuclear Cu(u) complexes
with Cu-O-Cu bridges that satisfy Anderson-Goodenough-
Kanamori rules often feature AF coupling between neighbour-
ing copper ions, irrespective of cluster symmetry.*°

As far as the value of J' is concerned, its positive sign is not
surprising, since it has already been proposed from theoretical
calculations®® and has been observed experimentally” in com-
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Table 3 Comparison of exchange interaction in Cusl,4 with other pub-
lished cubane-like tetranuclear Cu(n) complexes having exact or
approximated S4 symmetry

Reference J(em™) J (em™)

Bencini et al. (1987)*' -12.2 +0.6

Manna et al. (2017)° -20.3 +0

Papadakis et al. (2013)’ -21.7 +7.6

Koningsbrugger et al. (1993)* No significant No significant
interaction interaction

This work —-61.5(3) +1(1)

pounds with exchange paths like (b), but its magnitude is sig-
nificantly larger than expected. It should be noted that the
presence of a paramagnetic impurity does not have a signifi-
cant effect on the determination of the J value, but it does
affect the J' value due to its strong influence on the low temp-
erature magnetic susceptibility values. In fact, an undesirable
correlation between the values of g, /' and p has been observed
in the least squares fit. The same problem arises when the
energies of the spin states are obtained from a full-matrix diag-
onalization of the Hamiltonian in eqn (2) using the PHI soft-
ware package.’® In this case, the best fit is obtained with J =
—-58.4 cm™, J' =22 ecm™', g = 2.097 and p = 0.0019, with R, =
2.6 x 10~* and R, = 3.0 x 10~°. Finally, to reduce the corre-
lation between the variables, it was decided to remove g as a
variable to be optimized and to set its value to 2.13, obtained
from the Q-band EPR measurements. With this constraint, the
best fit is obtained with J = —61.5(1), J/ = 1(1) and p = 0.0013
(R, =2.6 X107 R,r= 7.5 x 10~°), and the calculated curves are
shown as solid lines in Fig. 7.

The zero-field spin relative energies (E) are derived from
eqn (9) in section M1 of the SI and their ordering for the
exchange parameters obtained from the above analysis of the
temperature dependence of magnetic susceptibility is shown
in Fig. 8.

The first excited triplet is 88 K above the ground singlet,
while the two degenerate triplets are at 177.3 K and the
quintet even higher at 263.8 K. Therefore, all triplets of the
Cu, cluster are largely depopulated at low temperatures, con-
firming that the triplet EPR spectra observed below 20 K (see

300

—s=2(1,1)

E(S=2.5,=18y,=1)=-3J 201
E(S=0,5,=0.8,,=0)=-2(J - J E
( Si3 he = 0)==2( 9 200F 5=000)
E(S=183=0.8=D=-27+J] g —s=1(1.00(0.1)
E(S=18;=15,=0)=-2/+J"] & [
@
E(S =18, =18, =1)=-J g '%F s=1(1.1)
E(S=0,5,=1,5,,=1)=0 sof
o s=0(1,1)

Fig. 8 Spin zero-field energy levels of Cuyl, for the best least-squares
fitting exchange parameters J = —61.5(1) and J' = 1(1) cm™ obtained
through magnetic susceptibility measurements in the 5-300 K tempera-
ture range.
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below) must originate from a binuclear impurity. The exchange
interaction between the two Cu(u) ions of this compound must
necessarily be very small, since its magnetic susceptibility can
be satisfactorily fitted with Curie’s law. On the other hand, the
anomalous Curie constant obtained from the analysis of the
inverse of the magnetic susceptibility at high temperatures is
explained by the large value obtained for the main exchange
interaction within the tetramer. Strict Curie-Weiss behaviour
below room temperature should not be expected, given the
relatively large J = —61.5 cm™" value (see section M3 of the SI).

EPR spectra. The X-band EPR signal of polycrystalline
powder samples of Cu,L, (Fig. S12a of the SI) is barely detect-
able at room temperature, but the Q-band spectrum clearly
shows a very broad, nearly isotropic signal (AB,, = 1980 Gauss)
which can be satisfactorily fitted with a Lorentzian line profile
giving a value of g = 2.13 (Fig. S12b). The intensity of this
signal decreases rapidly with temperature, while its linewidth
decreases only slightly. This behaviour is in good agreement
with that expected for a Cu(u) tetramer with strong AF inter-
actions. The large linewidth is mainly due to the presence of
several spin states with the same S value, which facilitates fast
relaxation via isotropic exchange.?® In addition, at room temp-
erature, the superposition of transitions from different EPR
active spin states (three triplets and one quintuplet) with
different zero-field splitting is expected, which may contribute
to line broadening.

On the other hand, a narrow but very weak signal centred
around g = 2.10 is also detected in the spectra recorded at
room temperature. The intensity of this signal increases con-
tinuously, and its linewidth decreases with decreasing temp-
erature (Fig. 9a), taking the expected shape for an axially sym-
metric g-tensor which is common in Cu(u) systems whose
ground state is d(x*> — y®).*® A hyperfine structure is clearly
observed in the low-field region of the spectrum (Fig. 9a) at
temperatures below 20 K. The large number of peaks observed
in the parallel component of the spectrum and the relatively
low separation between them rule out the possibility that this
signal originates from a monomeric species. We attribute this
EPR signature to transitions within the triplet (S = 1) state of a
weakly coupled (J < 4 K) binuclear Cu(u) impurity in the CuyL,
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Fig. 9 (a) Thermal evolution of the X-band EPR spectrum of a Cusl,
powder sample. (b) Experimental and theoretical EPR spectra at 4 K.
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lattice. This is like the case of the binuclear impurity found by
Bencini et al. (1986) at 4.2 K in the lattice of the strong AF
(J = =107 K) binuclear complex [(dien)Cu(ox)Cu(tmen) (H,0),]
(ClOy), (dien = diethylenetriamine; ox = oxalato; tmen = N,N,
N',N‘-tetramethylethylene diamine).*! Our spectrum was ana-
lysed with the following spin Hamiltonian:

H=pB-g-8+8-D-S+8-A-(I, +1,)
. L, 2
:ﬂB~g-S+D(S22—§) (5)
+ESE -8 +8-A1,-8 A I,

where g, D, and A are, respectively, the gyromagnetic, fine and
hyperfine tensors, § is the total electron spin § = §; + §, with
S$1 =8, = % and S = 1, and nuclear spins I, = I, = 3/2 are
uncoupled to each other. The spectrum can be satisfactorily
adjusted with the following parameters: g|| = 2.304; g, = 2.027;
D = 0.0107 em™'; E = 0.0024 cm™; A = 0.0078 cm™; A, <
0.0030 cm ™" (Fig. 9b). It is noteworthy that the calculated value
of A is about half of the expected value for a Cu(u) ion in a
square-based pyramidal environment. This suggests that the
hyperfine splitting corresponds to the interaction of unpaired
electrons with two copper nuclei and not with four, as would
be expected from the tetrameric structure of the compound.

To determine whether this triplet spectrum is indeed due
to one of the S = 1 states of the Cu, cluster, single crystal EPR
studies were carried out. In the Q-band spectrum recorded at
room temperature, the tetramer signal could be detected, con-
firming that its large linewidth is less due to the possible
superposition of transitions in different states than to the
existence of very efficient relaxation mechanisms (Fig. S13).
However, in the X-band spectra, which were performed on
different single crystals and orientations, no signal could be
detected for any temperature in the range of 4 to 300 K.
Therefore, it appears that a binuclear impurity, either from the
synthesis process or from the crushing of the crystals, is
responsible for the triplet spectrum observed at low tempera-
tures in the spectra recorded from polycrystalline samples.
However, given the limited number and size of single crystals
that could be analysed, it cannot be ruled out that the spec-
trum is due to defects in the structure of some of the tetra-
mers, e.g. copper vacancies.

Experimental section
Synthesis

The synthesis of the ligand and complex was performed follow-
ing procedures reported previously with modifications.>®>**
(E)-5-Chloro-N"-(2-hydroxy-3-methoxy-benzylidene)thio-

phene-2-carbohydrazide (H,L). Briefly, the ligand was obtained
from the condensation reaction of 5-chlorothiophene-2-car-
boxylic acid hydrazide (5-Cl-Tph-H) and 3-methoxysalicyl alde-
hyde (o-vanillin, 0-HVA) presented in Scheme 1. An ethanolic
solution of 0-HVA (0,152 g, 1 mmol) was added dropwise to the
ethanolic solution of 5-Cl-Tph-H (0.177 g, 1 mmol) and then
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stirred in reflux for 1 h. The solvent was allowed to slowly evap-
orate at room temperature for a month before light-yellow
needle-shaped crystals were produced, which were then filtered
and washed with cold ethanol (yield: 98%).

'H NMR (500 MHz, DMSO-d,) 6 12.13 (s, 1H, OH), 11.92 (s,
1H, OH'), 10.59 (s, 1H, NH(or OH)), 9.36 (s, 1H, NH'), 8.65 (s,
1H, H-4), 8.49 (s, 1H, H-4'), 7.88 (d, J = 4.2 Hz, 1H, H-2), 7.80
(d,J = 4.1 Hz, 1H, H-2"), 7.46 (d, ] = 7.9 Hz, 1H, H-3), 7.27 (dd, J
= 6.7, 4.0 Hz, 2H, H-3', ArH), 7.19 (d, J = 7.9 Hz, 1H, ArH'), 7.04
(dd, J = 8.2, 4.1 Hz, 2H, ArH, ArH"), 6.92 (t, J = 8.0 Hz, 1H,
ArH), 6.87 (t, J = 7.9 Hz, 1H, ArH'), 3.84 (s, 3H, CH;0), 3.82 (s,
3H, CH';0).

C NMR (126 MHz, DMSO-d;) § 160.40(C-1), 156.95(C-1"),
148.62 (ArC, ArC'), 148.44 (ArC, ArC'), 148.19(C-6), 147.47(C-5),
146.74(C-5'), 141.79(C-6), 137.69(C-2), 134.69 (C-3), 131.12
(C-2), 129.58(C-3"), 128.86(C-4), 126.92(C-4), 121.12 (ArC),
120.69 (ArC'), 119.94 (ArC), 119.59 (ArC’), 117.82 (ArC, ArC'),
114.30 (ArC), 113.57(ArC'), 56.37(CH;0), 56.31(C'H;0).

CuyL,. Following the same synthesis procedure of the
ligand, an ethanolic solution of copper(u) nitrate trihydrate (g,
mmol) was added dropwise to the ethanolic solution of N-N-
Cl-Tph (g, mmol) and then stirred in reflux for 1 h. Dark green
needle-shaped crystals were obtained after 6 weeks of slow
evaporation of the solvent at room temperature. These were fil-
tered and washed with cold ethanol (yield: 79%).

Spectroscopy

Infrared spectra of solid samples (KBr pellets) were recorded
with a Bruker Equinox 55 instrument (Billerica, MA, United
States) in the 4000-400 cm™' region. Raman spectra were
measured with a WITEC alpha 300 RA spectrophotometer,
using a laser excitation wavelength of 532 nm and a 20x objec-
tive lens.

Electronic spectra of the complex and ligand were
measured using a Shimadzu UV-2006 spectrophotometer.
UV-Vis spectra were recorded in a solution of dimethyl sulfox-
ide (DMSO) using 10 mm quartz cells in the spectral range
from 250 to 800 nm. The diffuse reflectance spectrum of solid
samples was recorded using a BaSO, pellet as a reference with
an integrating sphere attachment, in the 250-800 nm range,
and it was forward-converted to absorbance using the
Kubelka-Munk function.*®

X ray diffraction data

The measurements were performed on a Rigaku-Oxford,
Gemini, Eos CCD diffractometer with graphite-monochromatic
MoKo radiation (4 = 0.71073 A). X-ray diffraction intensities
were collected (w scans with 9 and x-offsets), integrated and
scaled with the CrysAlisPro suite of programs.*® The unit cell
parameters were obtained by least-squares refinement (based
on the angular setting for all collected reflections with intensi-
ties larger than seven times the standard deviation of measure-
ment errors) using CrysAlisPro. Data were corrected empiri-
cally for absorption employing the multi-scan method
implemented in CrysAlisPro. The structures were solved by
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intrinsic phasing with SHELXT*® and the molecular models
refined by full-matrix least-squares procedure with SHELXL.”"

H,L (ligand). There are two molecules per asymmetric unit.
Most H-atoms were found in a difference Fourier map phased
on the heavier atoms. However, they were positioned geometri-
cally and refined with the riding model. The methyl H-atoms
were treated as rigid groups allowed to rotate during the refine-
ment around the corresponding O-CH; bonds, so as to maxi-
mize the sum of the residual electron density at the hydrogen
calculated positions. The ~-CH; group converged to a staggered
rotational conformation. The hydroxyl H-atoms were refined
by a similar procedure by which the O-H groups are allowed to
rotate around the corresponding C(ph)-OH bonds so as to
maximize the residual electron density at the hydrogen calcu-
lated positions. The molecule’s absolute structure was deter-
mined through anomalous dispersion, mainly from the chlor-
ine and sulphur atoms.

[CuyL,] (complex). All H-atoms were found at approximate
positions in a difference Fourier map phased on the heavier
atoms. However, they were positioned at their expected geo-
metrical locations and refined with the riding model. The
methyl H-atoms were refined as described for H,L.

Hirshfeld surfaces calculations

Hirshfeld surfaces and their associated two-dimensional fin-
gerprint plots (full and decomposed)®*>® have been generated
using the CrystalExplorer21.5 program®” to visualize and quan-
tify the main intermolecular interactions which are respon-
sible for the crystal packing of both compounds. The
Hirshfeld surfaces were mapped over d,orm, shape index and
curvedness properties. The dnorm (normalized contact dis-
tance) surface was computed by using two distances d. (the
distance from the point to the nearest nucleus external to the
surface) and d; (the distance of the nearest nucleus internal to
the surface) and the van der Waals (vdW) radii of the atoms
involved in the intermolecular interaction. The d,,o.m surfaces
were mapped over a fixed colour scale of —0.025 a.u. (red) to
0.55 a.u. (blue) and —0.05 a.u. (red) to 0.75 a.u. (blue) for H,L
and CuyL,, respectively. Graphical representations of dnorm
Hirshfeld surfaces show a colour code of red (shorter contacts),
white (contacts with a distance equal to the sum of van der
Waals radii of atoms), and blue (longer contacts). The
Hirshfeld surfaces mapped over shape index and curvedness
properties are especially useful to identify planar n-stacking
interactions.”> The two-dimensional fingerprint (FP) plots
were shown using the expanded 0.6-2.8 A range, and reciprocal
contacts were also included.

Theoretical methods

The geometries of the complexes included in this study were
computed at the PBE0-D3/def2-TZVP level of theory®®® using
the crystallographic coordinates within the Gaussian-16
program.®’ The “atoms-in-molecules” (AIM)®* analysis of the
electron density has been performed at the same level of
theory using the Multiwfn program.®® The electron density vs
electrostatic potential plots, reduced density gradient (RDG)
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2D plots,** and ELF 2D plots®® were computed using the
Multiwfn program.®® The QTAIM analysis was represented
using the VMD software.®® The Laplacian of electron density
can be decomposed into the sum of contributions along the
three principal axes of maximal variation, giving the three
eigenvalues of the Hessian matrix (4,, 4,, and 13). The sign of
A, can be utilized to distinguish bonding (attractive, 4, < 0)
weak interactions from non-bonding ones (repulsive, 4, > 0).**

Magnetic data

Temperature dependent magnetic susceptibility measure-
ments were performed between 5 and 300 K with an applied
field of 0.1T, using an MPMS3 SQUID magnetometer
(Quantum Design). The experimental susceptibilities were cor-
rected for the diamagnetism of the constituent atoms, by
using Pascal tables, and the sample holder.

X-band EPR measurements were carried out on a Bruker
ELEXSYS 500 spectrometer equipped with a super-high-Q reso-
nator ER-4123-SHQ and a maximum available microwave
power of 200 mW. Powder samples were placed in quartz tubes
and spectra were recorded at different temperatures between 4
and 300 K using standard Oxford Instruments low temperature
devices. A single crystal of about 0.25 x 0.31 x 0.81 mm® was
glued to a cleaved KCI cubic holder with its larger edge parallel
to an edge of the KCI crystal. The sample holder was glued to
an L-shaped quartz rod and rotated with respect to the applied
magnetic field using a manual Bruker goniometer. EPR
spectra were recorded at different temperatures rotating the
crystal around the X, Y and Z axes. The magnetic field was cali-
brated with an NMR probe and the frequency inside the cavity
(~9.4 GHz) was determined with an integrated MW-frequency
counter. For Q-band studies, EPR spectra on powder and
single crystals were recorded at room temperature on a Bruker
EMX system equipped with an ER-510-QT resonator. The fre-
quency inside the cavity (~34 GHz) was determined with a
Hewlett-Packard 5352B microwave frequency counter. Data
were collected and processed using the Bruker Xepr suite.

Conclusions

In summary, we report here the synthesis and X-ray crystal
structure of a new ligand, (E)-5-chloro-N'-(2-hydroxy-3-methoxy-
benzylidene) thiophene-2-carbohydrazide (H,L), and its tetra-
nuclear Cu(u) complex, CuyL,. The complex crystallizes in the
tetragonal space group P4,/a at a special position of S, sym-
metry that renders all metals and oxygen atoms of the cubane-
like Cu,0O, core equivalent. The theoretical identification of
n-hole features at the Cu centers, confirmed through electro-
static potential mapping and QTAIM/NCI analyses, correlates
well with the experimentally observed short Cu---O contacts in
the crystal structures. These geometrical parameters, which
deviate from typical coordination geometries, suggest the oper-
ation of noncovalent attractive interactions consistent with
n-hole-driven regium bonding. Thus, the computational
insights not only support the classification of these inter-
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actions as RgBs but also help explain the directional supramo-
lecular assembly observed in the solid state. Neighbouring
copper ions are bridged at short bond distances by hydroxyl
oxygen atoms (Cu-O distances of about 1.97 A) along the
metal d(x*> — y*) ground state orbitals and through the oxygen
sp> electron lone-pair lobes (a bridging Cu-O-Cu angle of
110.2°). This bonding structure closely complies with the
Anderson-Goodenough-Kanamori rules for strong AF
exchange coupling between unpaired electrons in the Cu(u)
cluster, as revealed from magnetic susceptibility measure-
ments in the 5-300 K temperature range. These experiments
can be interpreted mainly in terms of the highly symmetric
spin Hamiltonian of eqn (2) that provides the exchange-
coupled spin energy levels, followed by van Vleck’s quantum
statistics treatment of magnetic properties. The best least-
squares fitting of van Vleck’s analytical magnetic susceptibility
to the experimental data leads to a relatively strong AF
exchange coupling constant J = —61.5 cm ™. This gives rise to a
spin singlet (S = 0) energy ground state, a triplet (S = 1) at 88 K
above the ground singlet, two degenerate triplets along a
singlet at 177 K and a quintet (S = 2) at 264 K. Moreover, spec-
troscopy studies including FTIR and UV-Vis afforded a com-
plete characterization of the new complex.

As expected, the high temperature susceptibility
closely follows the Curie-Weiss behaviour of an AF molecular
magnet. In fact, a least-squares fitting of the Curie-Weiss law
to the experimental data for T > 150 K yields a 6-value of
—63.2 K. We also show (SI) that in the limit of high tempera-
tures (|/|/kT <« 1), the expansion of the analytical susceptibility
to first order in [J|/kT reduces to an AF Curie-Weiss
behaviour where 6 is a linear function of the exchange
coupling constant J.

The room temperature Q-band EPR spectrum of the pow-
dered CuyL, complex (SI) shows a nearly isotropic (a g-factor of
2.13) and very broad band (ABp, = 1980 Gauss). This large
bandwidth is the result of several contributions, including fast
relaxation through isotropic exchange promoted by the pres-
ence of several spin states with the same S value and the super-
position of transitions from different EPR active spin states
(three triplets and one quintuplet) with different zero-field
splitting. The band intensity diminishes sharply with tempera-
ture due to thermal depopulation of the EPR-active excited
states of the strong Cu,L, antiferromagnet.

Besides, a narrow and very weak signal centred around g =
2.10 is also detected in the room temperature EPR spectra. The
X-band EPR intensity of this signal increases continuously,
and its linewidth sharpens with decreasing temperature,
hence indicating the presence of a paramagnetic impurity with
an axially symmetric g-tensor associated with a d(x*> — y*) elec-
tron ground state. The rich hyperfine structure observed in the
low-field region of the spectrum at low temperature indicates a
Cu(u) binuclear species. The spectrum was interpreted with
the spin Hamiltonian of eqn (5), which satisfactorily accounted
for the spectral features with the best least-squares fitting para-
meters g = 2.304, g, = 2.027; D = 0.0107 em ', E =
0.0024 cm™'; A = 0.0078 ecm™ ', and A; < 0.0030 cm™".
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