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Enzymatic fuel cells (EFCs) are devices that can produce electrical energy by enzymatic oxidation of energy-

dense fuels (such as glucose). When considering bioanode construction for EFCs, it is desirable to use a

system with a low onset potential and high catalytic current density. While these two properties are

typically mutually exclusive, merging these two properties will significantly enhance EFC performance.

We present the rational design and preparation of an alternative naphthoquinone-based redox polymer

hydrogel that is able to facilitate enzymatic glucose oxidation at low oxidation potentials while

simultaneously producing high catalytic current densities. When coupled with an enzymatic biocathode,

the resulting glucose/O2 EFC possessed an open-circuit potential of 0.864 � 0.006 V, with an

associated maximum current density of 5.4 � 0.5 mA cm�2. Moreover, the EFC delivered its maximum

power density (2.3 � 0.2 mW cm�2) at a high operational potential of 0.55 V.
Introduction

Enzymatic fuel cells (EFCs) are devices that employ enzymes as
bioelectrocatalysts to produce electrical energy from energy-
dense fuels (i.e. sugars).1–6 Typically, strategies to improve EFC
performance seek to improve upon the open circuit potential
(OCP) or maximum catalytic current density (Jmax) of devices,7–9

since these two variables are usually mutually exclusive,
whereby increased potential difference between the redox
cofactor of an enzyme and the employed electron mediator
typically results in an increased Jmax.

Since the OCP of a biofuel cell is increased by expanding the
potential difference between the bioanode and biocathode of a
device,10 it is theoretically favorable to employ enzymes with
wider potential windows. Nicotinamide adenine dinucleotide-
dependent (NAD) enzymes are commonly used due to their
relatively low redox potential, although the oxidation of reduced
NADH oen requires sacricial overpotentials and the cofactor
is not bound to the enzyme. To this end avin adenine dinu-
cleotide-dependent enzymes (FAD-) such as glucose oxidase
(GOx) are commonly employed at the bioanode since they offer
relatively low cofactor redox potentials and the cofactor is
tightly bound.
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In contrast, laccases11 or bilirubin oxidases12 (BOx) are typi-
cally utilized at the biocathode to reduce O2 to H2O, since they
exhibit high catalytic onset potentials compared to traditional
O2 reduction catalysts based on precious metals13 with the
additional ability to undergo O2 reduction in mild conditions
(neutral pH, temperature, etc.).14,15

In early research, NAD-dependent glucose dehydrogenase
(NAD-GDH) was used within an amperometric biosensor
conguration in which reduced NADH was oxidized by
phenothiazine-modied redox polymers.16 Additionally, it was
also previously used within a high-power EFC that was capable
of producing approximately 1.45 mW cm�2 at 0.3 V from
glucose and O2, using non-immobilized electron mediators
that required an additional enzyme (diaphorase).17 High
performance has also been reported for a fructose/O2 EFC
containing a FAD-dependent dehydrogenase, whereby direct
electron transfer (DET) at the bioanode and at a BOx-based
biocathode enabled the production of 4.9 mA cm�2 and
0.87 mW cm�2 at an operational voltage of 0.3 V.18 Ferrocene-
based redox hydrogel polymers have also been demonstrated
as alternative immobilized MET systems which are capable of
achieving high Jmax values for bioelectrocatalytic glucose
oxidation by GOx, where performances as high as approxi-
mately 15 mA cm�2 have been reported on porous carbon felt
electrodes.19 Presently, the highest GOx EFCs produce
approximately 1.5 mW cm�2.20

The modication of polymers with phenothiazine-type elec-
tron mediators has been demonstrated as a strategy to mediate
electrons from the FAD-dependent dehydrogenase domain of
cellobiose dehydrogenase (CDH, E.C.: 1.1.99.18), at relatively
low potentials.21,22 These polymers were able to result in the
Chem. Sci., 2015, 6, 4867–4875 | 4867
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formation of an EFC with large OCPs, close to 0.7 V, although
low power densities of less than 10 mW cm�2 were reported.

FAD-dependent glucose dehydrogenase (GDH) is emerging
as an alternative glucose-oxidizing enzyme.23,24 GDH was
recently demonstrated to be capable of producing very large Jmax

values for glucose oxidation at a porous carbon electrode,
although the Jmax was observed at approximately +0.7 V (vs. Ag/
AgCl) at a scan rate of 10 mV s�1 and in the presence of 500 mM
glucose.25 Nevertheless, such high Jmax values highlight GDH's
superior suitability within glucose EFCs.

Although phenothiazines and organometallic complexes are
popular mediators, various quinones (cyclic dione-containing
species whose reduction and reorganization yields equal
alcohol functionalities) are becoming more prevalent within
bioelectrochemical applications. Non-covalently immobilized
naphthoquinone-based (NQ) derivatives have been demon-
strated as an alternative redox mediator to reported osmium-
and ferrocene-based redox polymer hydrogels, capable of
contributing towards power densities as high as 0.8 � 0.2 and
1.54 mW cm�2.20,24 Additionally, a ruthenium complex-based
redox mediator which utilized a quinone-type ligand (9,10-
phenthraquinone) has also been demonstrated as an electron
mediator for NAD-GDH.26 Benzoquinone-derived polymers have
also been demonstrated in photobioelectrochemical applica-
tions.27,28 Benzoquinone was self-polymerized (without an
additional covalent polymer support and spatial linker) and
covalently attached (via an amine functionality) to poly(lysine)
to yield effective mediator matrices, although the formal redox
potentials associated with these polymers are more positive
(between 0 and +370 mV vs. Ag/AgCl) than the formal redox
potentials associated with NQ species with reported current
densities of up to 120 mA cm�2. The presence of a “spacer”
between a polymer and a redox species has been shown to be of
importance.29 Additionally, the results presented below from
our research highlight the signicance of the functionality of
quinone species, where amine-linkers result in ineffective
electron mediators of FAD-dependent GDH.

A recently-reported viologen redox hydrogel demonstrated
how the functionalization of hydrogel polymers with electron
mediators tailored to have specically-designed chemical
properties can yield favorable immobilization matrices,30 sug-
gesting a specically-tailored NQ and covalent immobilization
strategy could be favorable.

The covalent immobilization of NQ is not trivial, however; as
reported below, NQ is able to quickly react with primary and
secondary amines under very mild conditions, which yields the
product ineffective as an electron mediator for FAD-dependent
GDH. Therefore, we report the synthesis of a rationally designed
NQ derivative that was subsequently successfully covalently
immobilized at an EFC bioanode, by the formation of a NQ-
modied linear polyethyleneimine (NQ-LPEI) redox hydrogel
and by direct attachment to GDH. The resulting NQ derivative
was capable of facilitating efficient MET between GDH at a
simple carbon electrode, while enabling a glucose/O2 EFC
with a high OCP (0.864 � 0.006 V) to deliver a Jmax of 5.4 �
0.5 mA cm�2, with an associated maximum power density of
2.3 � 0.2 mW cm�2 at 0.55 V.
4868 | Chem. Sci., 2015, 6, 4867–4875
Results and discussion
Naphthoquinone derivative design

Compared to previously established technologies designed on
osmium- and ferrocene-based redox polymer mediators,19,31 the
use of NQs as low potential organic electron mediators for
glucose-oxidizing enzymes is increasing.17,20,24,32,33 The redox
potential of quinones can be sufficiently tailored to suit the
environment, which increases its applicability within EFCs.34

However, the covalent immobilization of a NQ derivative in an
enzymatic FAD-dependent glucose-oxidizing application has
not yet been demonstrated. Initial investigation into the ability
for NQ to mediate electrons from GDH determined that two
methoxy-NQ derivatives were able to undergo MET at low
potentials. Thus, two NQ derivatives with epoxide functional-
ities were rationally designed and synthesized (Fig. 1a) to allow
for the covalent modication of a polymer and of GDH directly
without any additional reagents, since NQ easily undergoes
undesirable side reactions under very mild conditions. LPEI
and GDH were successfully modied with 1 and 2 to yield NQ-
modied LPEI (NQ-4-LPEI and NQ-2-LPEI) and NQ-labeled GDH
(NQ-4-GDH and NQ-2-GDH). The epoxy functionalities of 1,2-
NQ-epoxy (1) and 1,4-NQ-epoxy (2) allow for multiple-site
enzyme modication, whereby epoxides are able to react with
all surface nucleophilic amino acid residues (lysine, histidine,
cysteine, tyrosine, etc.).35 Due to the ability for NQ to undergo
self-exchange36 (the ability for electron transport across prox-
imal NQ moieties), it was predicted that NQ-polymer modi-
cation (Fig. 1b) and NQ-enzyme labeling (Fig. 1c) could provide
effective platforms for mediated glucose oxidation by GDH.
Initially, the ability for NQ to undergo MET with GDH was
evaluated with soluble NQ salts, followed by methoxy-NQ
derivatives (Fig. 2a).

The redox potential of NQ derivatives also varies depending
on the position of introduced chemical functionality, as well as
the position of the ketone groups (1,2-NQ or 1,4-NQ). Addi-
tionally, 1,4-NQ derivatives were found to possess lower redox
potentials, in all cases investigated. Interestingly, 1,2-NQ
derivatives were found to have larger catalytic current densities
(Jmax), which could be a structural reorganization effect, an
enzymatic affinity effect, or simply a result of increased over-
potential between the potential of the enzyme redox cofactor
(FAD) and the NQ derivative. Following covalent immobilization
of the 1,2-NQ-epoxy(1) and 1,4-NQ-epoxy(4) onto their respective
LPEI polymers, NQ-4-LPEI and NQ-2-LPEI, small shis in their
redox potentials of �5 mV and �10 mV were observed (Fig. 2b).
The modication of GDH with 1 and 2 resulted in small
respective potential shis of +2 mV and +15 mV (Fig. 2c).
Mediated glucose bioelectrocatalysis

As expected, LPEI and GDH modication with the 1,2-NQ-epoxy
(1) derivatives (NQ-4-LPEI and NQ-4-GDH, Fig. 3a and b) yielded
greater Jmax values than their 1,4-NQ-epoxy (2) derivative coun-
terparts (NQ-2-LPEI and NQ-2-GDH, ESI Fig. 1a and b†) at the
expense of slightly increased onset potentials of mediated bio-
electrocatalysis. Nevertheless, the NQ-4-LPEI redox hydrogel
This journal is © The Royal Society of Chemistry 2015
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Fig. 1 The rational design of naphthoquinone (NQ) derivatives allows for desirable covalent immobilization by two methods. Mediated bio-
electrocatalytic glucose oxidation can subsequently occur by flavin adenine dinucleotide-dependent glucose dehydrogenase (GDH). (a) NQ
derivatives were designed and synthesized to have epoxide functionalities, allowing their covalent attachment to a linear polyethyleneimine
backbone (forming a NQ redox hydrogel, NQ-LPEI) and direct labeling of GDH. (b) NQs are able to undergo self-exchange whereby electrons
and protons diffuse along a functionalized polymer backbone to an electrode surface. (c) Epoxide functionalities permit multipoint covalent NQ
attachment to GDH.
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was able to facilitate mediated bioelectrocatalytic glucose
oxidation by GDH from an approximate onset potential of
�0.25 V (vs. SCE at pH 6.5) while reaching 1.95 mA cm�2 at
�0.09 V. The NQ-labeled GDH (NQ-4-GDH) was able to
mediate enzymatic glucose oxidation from an onset potential
of approximately �0.23 V (vs. SCE at pH 6.5) while reaching
1.94 mA cm�2 at 0 V, although approximately 5.8� more GDH
was employed per electrode for the NQ-4-GDH bioelectrode to
reach similar Jmax values. Along with the ability to produce
similar Jmax values using signicantly lower enzyme quantities
per electrode, the NQ-4-LPEI method can be characterized
with more ease. Thus, the NQ-4-LPEI method was chosen to be
scaled up onto larger planar carbon electrodes (Toray paper),
which yielded Jmax values of 3.3 mA cm�2 at 0 V vs. SCE (Fig. 3c)
for mediated glucose oxidation by GDH. This ability to
generate high current at low potentials is desirable, since it
contributes to increased EFC OCP values and results in larger
power densities.

Evaluation of the Michaelis–Menten kinetics (Fig. 3d) of the
NQ-4-LPEI bioelectrodes by non-linear regression at this
scaled electrode reported an apparent Michaelis–Menten
constant (KM) of 9.3 mM, with an associated Jmax of 1.5 mA
cm�2 measured in pH 6.5 buffer at 0 V (vs. SCE). Apparent KM
This journal is © The Royal Society of Chemistry 2015
values were also calculated for the NQ-4-LPEI and NQ-4-GDH
bioelectrodes on glassy carbon electrodes (ESI Fig. 2a and b†).
The apparent KM obtained for the NQ-4-LPEI GDH bio-
electrodes were almost a factor of 10 lower than those of the
NQ-4-GDH bioelectrodes, with improved Jmax values. The
apparent KM obtained in Fig. 3d compares favorably to the
value reported by the supplier (50 mM), as well as to two
previous studies at ferrocene- and dimethylferrocene-modied
redox hydrogel electrodes (33 mM at pH 5.5 and 22 mM at pH
7.4, respectively).37,38 Control bioelectrodes for the NQ-4-GDH
technique were prepared with NQ-labeled bovine serum
albumin (NQ-4-BSA) and with GDH (unlabeled), which
demonstrated the necessity for the combination of GDH and
NQ to undergo bioelectrocatalytic oxidation of glucose (ESI
Fig. 2c†).

In contrast, although bioelectrodes prepared with the NQ-
2-LPEI hydrogel outperformed bioelectrodes prepared with
NQ-2-GDH, only negligible mediated bioelectrocatalytic
currents were observed when compared to their NQ-4-LPEI
and NQ-4-GDH counterparts. Thus, bioelectrodes and biofuel
cells were evaluated with the NQ-4-LPEI and NQ-4-GDH
derivatives, since they offered improved performance over NQ-
2-LPEI and NQ-2-GDH.
Chem. Sci., 2015, 6, 4867–4875 | 4869
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Fig. 2 Direct substitution significantly alters the redox potential of NQ. (a) Three NQ derivative couples were comparatively evaluated for their
ability to mediate electrons between GDH and an electrode (following enzymatic glucose oxidation). Each NQ couple was evaluated as its 2- or
4-functionalized derivative. Soluble NQsa were evaluated as diffusive moieties at concentrations of 2 mM, where GDHwas entrapped on a glassy
carbon electrode. Partially soluble NQsb were evaluated by co-entrapment at a glassy carbon electrode surface. (b) Redox potential of two
desired NQ-LPEI redox hydrogels (NQ-4-LPEI and NQ-2-LPEI) and one undesired by-product. (c) Redox potential of two NQ derivatives
covalently attached to GDH. All NQ derivatives were evaluated at pH 7.4 (citrate/phosphate buffer, 0.2 M). Glassy carbon electrodes were
modified with carbon nanotubes, prior to enzyme entrapment. J values were determined by background subtraction (blank solution) at a
potential of 100 mV more positive than the oxidative peak potential (cyclic voltammetry performed at 10 mV s�1).
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Characterization of NQ immobilization methods

To create the NQ-4-LPEI polymer, a 25% substitution ratio of the
LPEI polymer with 1 was targeted. Washing of the polymer to
remove unreacted 1 suggested a nal substitution of approxi-
mately 22%. 1H NMR analysis of the NQ-4-LPEI polymer
calculated a substitution of approximately 21% (ESI Fig. 12 and
13†).29 Additionally, an average molecular mass of 91.3 g mol�1

was calculated per average repeating unit (previously deter-
mined from substitution approximation). Potentiostatic evalu-
ation of the NQ-4-LPEI bioelectrodes at varying scan rates
demonstrated a linear relationship between current and scan
rate, which was used to calculate a total NQ quantity of 14.4
nmol cm�2 by the Laviron equation (ESI Fig. 3a†).39

In order to estimate an apparent electron diffusion coeffi-
cient, it was necessary to determine the approximate thickness
of the NQ-4-LPEI redox polymer. To this end, equivalent bio-
electrodes were prepared on indium–tin oxide (ITO) electrodes
with the inclusion of uorescein (as a uorescent probe) and
the approximate lm thickness was determined by confocal
laser-scanning microscopy (ESI†). Bioelectrodes were rinsed
with DI water and pretreated by cyclic voltammetry (at a scan
rate of 50mV s�1) in citrate/phosphate buffer (pH 6.5), to induce
any lm swelling due to hydration. An estimated lm thickness
of 210 mm was determined, which yielded an apparent electron
4870 | Chem. Sci., 2015, 6, 4867–4875
diffusion coefficient of 1.26 � 10�11 cm2 s�1, with the use of the
Randles–Sevčik equation for a planar glassy carbon electrode,
which exhibited a dependence of current on the square-root of
the scan rate in the absence of multi-walled carbon nanotubes
(MWCNTs) that were used previously.40 To enable these calcu-
lations, the volume of the NQ-4-LPEI redox polymer matrix was
calculated by assuming a cylindrical volume, and by assuming
all NQ-4-LPEI is immobilized and not removed during rinsing of
the electrodes prior to testing.

As shown in Fig. 3, a smaller set of redox peaks are identied
that have an E1/2 of �0.295 V (vs. SCE), which shi to �0.348 V
(vs. SCE at pH 7.4) and do not facilitate MET by GDH. These
peaks are attributed to ability of the NQ-derivatives to react
directly with the secondary amines of LPEI, forming a NQ with a
tertiary amine in place of the introduced epoxide functionality.
This is rationalized by the use of water-soluble 1,2-naph-
thoquinone-4-sulfonate and its ability to quantify amines under
mild conditions,41,42 and was demonstrated by adding 2-
methoxy-1,4-naphthoquinone to a stirred solution of LPEI
(Fig. 2b) or N-ethylmethylamine (in the absence of additional
base). 1H and 13C NMR and ESI-MS were used to characterize
the red product formed between 2-methoxy-1,4-naph-
thoquinone and N-ethylmethylamine, which conrmed direct
amine substitution of the NQ in place of the methoxy
This journal is © The Royal Society of Chemistry 2015
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Fig. 3 Electrochemical evaluation of carbon electrodes modified with a NQ redox hydrogel (NQ-4-LPEI) and NQ-labeled GDH (NQ-4-GDH). (a)
Cyclic voltammogram of NQ-4-LPEI GDH bioelectrodes in the absence and presence of glucose. (b) Cyclic voltammogram of NQ-4-GDH
bioelectrodes in the absence and presence of glucose. NQ-4-GDH was covalently immobilized with hydrophobically modified linear poly-
ethyleneimine (C8LPEI). (c) NQ-4-LPEI GDH redox hydrogels were scaled to simple carbon paper electrodes (Toray) to demonstrate perfor-
mance on an applicable and disposable electrode. (d) Apparent Michaelis–Menten kinetics of the resulting NQ-4-LPEI GDH bioelectrode (from
c). All electrodes were evaluated at pH 6.5 (citrate/phosphate buffer, 0.2 M). Cyclic voltammograms were performed at 10 mV s�1 and
amperometric i–t experiments were performed at 0 V (vs. SCE). Error bars report one standard deviation (n ¼ 3). Electrodes were modified with
carbon nanotubes prior to functionalization.
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functionality. Nevertheless, analysis by the Laviron equation
determined only approximately 22% of the total NQ loading per
electrode to be due to this side reaction (ESI Fig. 3a†). The LPEI
polymer formed from the side reaction with 2-methoxy-1,4-
naphthoquinone (Fig. 2b) was used to create a GDH bio-
electrode (ESI Fig. 3b†). Mediated bioelectrocatalysis was not
observed, although NQ redox peaks were observed (along with
trace peaks associated with residual 2-methoxy-1,4-naph-
thoquinone). It is hypothesized that the redox couple observed
at �0.218 V (vs. SCE) is due to electrochemistry of the tertiary
amine at the NQ.

Analysis of the NQ-4-GDH bioelectrodes at differing scan
rates demonstrated only trace amounts of this amine side-
product; however, a low naphthoquinone loading of 3.1 nmol
cm�2 was calculated (ESI Fig. 3c†). Unreacted 1, denatured
protein, and dissociated FAD were removed from the
product by centrifugal spin-column size exclusion. Electro-
chemistry of the ltrate demonstrated the presence of 1 (or
hydrolyzed 1 product), conrming the ability for this tech-
nique to efficiently remove NQ that had not covalently
attached to GDH.
This journal is © The Royal Society of Chemistry 2015
The NQ-4-LPEI and NQ-4-GDH bioelectrodes were evalu-
ated between pH 5.5–7.4 (ESI Fig. 4a–f†). Both bioelectrode
architectures were able to oxidize glucose by mediated
bioelectrocatalysis, with pH 6.5 appearing optimal for the
NQ-4-LPEI bioelectrodes and pH 7.4 appearing optimal for
the NQ-4-GDH bioelectrodes. Between pH 5.5–7.4, the E1/2
was related to pH by a shi in potential of �58.4 mV (NQ-4-
LPEI) and �68.5 mV (NQ-4-GDH) per pH unit. A shi of
�59.2 mV was expected per pH unit, since the redox potential
of the NQ derivatives below the pKa of reduced NQ (NQH2) is
coupled to two protons.43 For later evaluation within a
complete glucose/O2 EFC, pH 6.5 was chosen as a compromise
for efficient biocathodic O2 reduction by bilirubin oxidase
(BOx).
FAD-dependent GDH versus GOx

Bioelectrodes were prepared with GOx from Aspergillus niger,
to evaluate its ability (when compared to GDH) to undergo
mediate bioelectrocatalytic glucose oxidation at the NQ-4-LPEI
redox polymer. Interestingly, the addition of glucose to GOx-
Chem. Sci., 2015, 6, 4867–4875 | 4871
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Fig. 4 (a) Cyclic voltammograms of NQ-4-LPEI bioelectrodes
prepared with GOx (Aspergillus niger) compared to their GDH coun-
terpart electrodes. The inset presents increased zoom of the NQ-4-
LPEI GOx bioelectrode. (b) Specific enzymatic activities of GDH and
GOx to glucose, using 1,2-naphthoquinone-4-sulfonate as the redox
indicator. Absorbance changes were measured at 500 nm. BSA
controls showed no activity. All electrochemical experiments were
performed at pH 6.5 (citrate/phosphate buffer, 0.2 M). Specific activ-
ities were determined at pH 6.5 (citrate/phosphate buffer, 0.05 M).
Error bars represent one standard deviation (n ¼ 3). Cyclic voltam-
mograms were performed at 10 mV s�1. Electrodes were prepared on
carbon paper electrodes (Toray) that were pretreated with carbon
nanotubes.
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based bioelectrodes did not result in an oxidative catalytic
wave (Fig. 4a). Further, GOx did not exhibit activity towards a
glucose assay performed with 1,2-naphthoquinone-4-sulfo-
nate (Fig. 4b). Enzyme activity is observed at the GOx-based
bioelectrodes, however, in the form of the depletion of dis-
solved O2 at the electrode surface. These results further
demonstrate the unique applicability of FAD-dependent GDH
within glucose EFC technologies as well as glucose biosensor
applications.

Additionally, the specic activity of the three different
GDHs obtained from different commercial sources were
determined bioelectrochemically as well as by using 1,2-
naphthoquinone-4-sulfonate as a water-soluble indicator
while having direct applicability to the MET system presented
in this research (ESI Fig. 5†). Of the three commercial sources
evaluated, GDH obtained from Sekisui Diagnostics (UK)
demonstrated the largest Jmax values, under the given experi-
mental conditions.
4872 | Chem. Sci., 2015, 6, 4867–4875
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Finally, the applicability of the NQ immobilization strategies
presented within this research were evaluated within glucose/
O2 EFCs (Fig. 5a). Direct electron transfer-type (DET) O2

reducing BOx-based biocathodes were prepared from a
previously reported procedure, whereby MWCNTs are modi-
ed with anthracene moieties to enable orientation of BOx
towards the electrode surface to undergo DET via the type-1
copper center (Fig. 5a and b).11,44–46 BOx bioelectrodes
prepared on carbon felt were capable of producing Jmax values
of 2 mA cm�2 for O2 reduction in quiescent solutions
(stationary and not purged with O2). EFCs were characterized
by galvanostatically drawing current from the device while
measuring the potential difference of the EFC. Increasing
current was drawn from the device at small increments, until
the potential difference between the bioanode and bio-
cathode reached 0 V.

EFCs prepared with NQ-4-LPEI bioanodes exhibited large
OCPs of 0.821 � 0.008 V and large Jmax values of 2.4 � 0.1 mA
cm�2. This resulted in power densities of 1.1 � 0.1 mW cm�2

under stirred conditions, although the EFCs were not
purged with any additional air or oxygen and the bioanode
was limiting (Fig. 6). Small charging contributions were
expected from the electrochemical procedure used to char-
acterize the EFCs. These were determined to be only 0.20 �
0.02 mA cm�2 and 0.02 � 0.01 mW cm�2 in the absence of
glucose.

EFCs were then prepared with bioanodes with increased
biocatalyst loadings, whereby both sides of the electrode
support were coated with the NQ-4-LPEI/GDH matrix.
The OCP of the EFC increased to 0.821 � 0.008 V and larger
Jmax values of 5.4 � 0.5 mA cm�2 (Fig. 6a and c) were obtained.
This resulted in the EFC being able to produce power
densities of 2.3 � 0.2 mW cm�2 at a high operational voltage
of 0.55 V.

EFCs were also prepared with the NQ-4-GDH bioanodes,
which yielded an OCP of 0.765 � 0.010 V (Fig. 6b and c). The
device was capable of producing Jmax values of 1.2 � 0.3 mA
cm�2 and an associated power density of 0.4 � 0.2 mW cm�2

under quiescent conditions, where stirring did not statistically
improve performance.

In light of reports that demonstrate the importance of
carbon nanotubes in bioelectrode construction,47–50 it is
hypothesized that the incorporation of MWCNTs at both the
bioanode and biocathode (albeit with different functionalities
and roles) is vital to obtaining high current and associated
power densities.

To evaluate the stability of the devices, low current was
continually drawn (10 mA cm�2) from an EFC. This demon-
strates the device's ability to continually power devices
that require low current feeds, as well as the ability to stack
devices in parallel to increase current densities over
larger operational windows. The device was continually
operated at room temperature for 24 hours, where an initial
potential difference of 0.86 V dropped to only 0.71 V (ESI
Fig. 6†).
This journal is © The Royal Society of Chemistry 2015
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Fig. 5 NQ-4-LPEI GDH bioelectrodes were operated as bioanodes in EFCs and coupled with O2-reducing direct electron transfer-type (DET)
biocathodes employing bilirubin oxidase (BOx, Myrothecium sp.). (a) EFC configuration for a glucose/O2 EFC, where the NQ-4-LPEI hydrogel
mediated bioelectrocatalytic glucose oxidation by GDH at the bioanode. Carbon nanotubes modified with anthracene moieties were used to
orientate BOx and permit direct bioelectrocatalytic O2 reduction. EFCs were operated in buffer containing 100 mM glucose at pH 6.5 (citrate/
phosphate, 0.2 M) that was not gas purged. In all cases, the bioanodes were limiting, whereby the absolute currents from the bioanodes
(uncorrected to surface area) were smaller than the absolute currents obtained at the biocathodes. (b) Cyclic voltammograms of BOx bio-
cathodes in quiescent solutions demonstrate direct bioelectrocatalytic O2 reduction with high Jmax values. Blank experiments were performed in
buffer that was purged with N2 and control experiments were performed in quiescent buffer using bovine serum albumin (BSA). Cyclic vol-
tammograms were performed at 1 mV s�1 and under hydrostatic conditions. Biocathodes were prepared on carbon felt with a geometric facial
area of 1 cm2.

Fig. 6 Evaluation of glucose/O2 EFCs employing the NQ-4-LPEI GDH and NQ-4-GDH bioanodic configurations. (a) EFCs employing NQ-4-
LPEI GDH bioelectrodes as the bioanodes were evaluated in quiescent and stirred buffer containing 100 mM glucose (pH 6.5, citrate/phosphate,
0.2 M). Bioanodes were prepared on carbon paper electrodes (Toray) modified with carbon nanotubes and biocathodes were prepared on
carbon felt coated with anthracene-modified carbon nanotubes. The bioanodes were the limiting components. (b) EFCs employing NQ-4-GDH
bioelectrodes as the bioanodes were evaluated in quiescent and stirred buffer containing 100 mM glucose (pH 6.5, citrate/phosphate, 0.2 M).
Bioanodes were prepared on glassy carbon electrodesmodified with carbon nanotubes and biocathodes were prepared on carbon paper (Toray)
coated with anthracene-modified carbon nanotubes. The bioanodes were the limiting components. (c) Comparison of alternative EFC
configurations where NQ-4-LPEI GDH bioanodes were one-sideda and two-sidedb. EFC performance measured by galvanostatically drawing
increasing current from the EFC, until short circuit. Power densities were calculated from the current and associated potential of the EFC.

This journal is © The Royal Society of Chemistry 2015 Chem. Sci., 2015, 6, 4867–4875 | 4873
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Conclusions

Organic redox species are emerging as alternative mediators in
EFCs, whose redox potentials can be tailored according to the
intended enzyme system and application. We report the covalent
immobilization of a rationally designed naphthoquinone medi-
ator (Fig. 1a–c) alongside an FAD-dependent GDH that is able to
produce high current (5.4 � 0.5 mA cm�2) and power (2.3 �
0.2 mW cm�2) densities from glucose, at high operational volt-
ages (0.55 V). Furthermore, these exceptionally large values are
obtained from the use of only one anodic enzyme performing
only a single 2e� oxidation. Thus, this redox hydrogel could be
applied to additional enzymes to further enhance performance.

The covalent immobilization of NQ was demonstrated by two
methods. First, NQ was immobilized onto LPEI to yield a NQ-
functionalized redox hydrogel polymer (NQ-4-LPEI or NQ-2-
LPEI). Such hydrogel polymers are desirable due to their unique
ability to swell in aqueous environments, which can enhance
substrate/product diffusion to/from electrodes. Second, GDH
was directly labeled with NQ and the resulting enzyme was able
to mediate bioelectrocatalytic glucose oxidation.

Suitable functionalization and subsequent covalent attach-
ment of NQ onto polymer supports is not trivial. Relatively mild
reaction conditions are all that are required to enable NQ to
undergo undesired side reactions with primary and secondary
amines, which are then rendered inactive in respect to MET with
FAD-dependent GDH. The epoxy-functionalized NQ derivatives
presented within this research article (1 and 2) are covalently
attached to the polymer backbone (LPEI) without the need for
any additional reagents, which minimized undesired side reac-
tions (only 22% inefficiency is reported). Although the absence of
MET with amine-functionalized NQs could simply be a function
of potential, 2-methoxy-1,4-naphthoquinone was found to have a
comparable redox potential to that of the amino-NQ side
product, which suggests enzyme active site rejection or electronic
reorganizational properties of these amino-NQ side productsmay
be responsible for inactivity (Fig. 2a and b).

Interestingly, GOx did not exhibit any activity to any of the
NQ derivatives and resulting NQ-polymers (Fig. 4a). Addition-
ally, the NQ-4-LPEI hydrogel demonstrated variable perfor-
mances when combined with GDH from three different
commercial suppliers, which were determined to have specic
activities to 1,2-naphthoquinone-4-sulfonate that were not too
dissimilar.

The stability of the NQ-4-LPEI based EFCs was also evaluated
over time, by continually drawing a low current density and
measuring the potential difference over time. The EFC
continued to deliver 10 mA cm�2 over an extended time period of
24 hours, where the potential difference of the EFC comfortably
continued to operate at high potential differences of over 0.7 V.
The initial potential difference of 0.86 V dropped only to 0.71 V
aer 24 hours of continuous operation (ESI Fig. 6†).
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J. Vivekananthan, S. Pöller, W. Schuhmann and W. Lubitz,
Nat. Chem., 2014, 6, 822–827.

31 N. Mano, F. Mao and A. Heller, J. Am. Chem. Soc., 2003, 125,
6588–6594.

32 F. Giroud, R. D. Milton, B.-X. Tan and S. D. Minteer, ACS
Catal., 2015, 5, 1240–1244.

33 Z. Zhu, T. Kin Tam, F. Sun, C. You and Y. H. P. Zhang, Nat.
Commun., 2014, 5, 3026.

34 E. Yu. Katz, V. V. Borovkov and R. P. Evstigneeva, J.
Electroanal. Chem., 1992, 326, 197–212.
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