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ehavior of molecules comprising
stacked cytosine–AgI–cytosine base pairs; towards
conducting and photoluminescence silver-DNA
nanowires†

Fátima Linares, *a Emilio Garćıa-Fernández, b F. Javier López-Garzón, c

Maŕıa Domingo-Garćıa,c Angel Orte, b Antonio Rodŕıguez-Diéguez c

and Miguel A. Galindo *c

DNA molecules containing a 1D silver array may be applied for nanotechnology applications, but first their

conducting and photoluminescence behavior must be enhanced. Here we have synthesized and

characterized three new helical compounds based on stacked silver–mediated cytosine base pairs

[Ag(mC)2]X (mC ¼ N1-methylcytosine; X ¼ NO3 (1), BF4 (2) and ClO4 (3)), that contain uninterrupted

polymeric AgI chains that run through the center of the helixes, comparable to related silver-DNA

structures. The exposure of nanostructures of [Ag(mC)2]BF4 (2) to cold hydrogen plasma stimulates the

reduction of the prearranged AgI polymeric chains to metallic silver along the material. This solvent-free

reduction strategy leads to the compound [AgI(mC)2]X@Ag0 (2H) that contains uniformly well-distributed

silver metallic nanostructures that are responsible for the new conducting and photoluminescence

properties of the material. The presence of silver nanostructures alongside compound 2H has been

evaluated by means of X-ray photoelectron spectroscopy (XPS), UV-vis spectroscopy, and X-ray powder

diffraction (XRPD). The conducting and photoactive properties of 2H were studied by electrostatic force

microscopy (EFM) and conducting-AFM (c-AFM), and photoluminescence microscopy (PL), respectively.

The results demonstrate that the presence of well-organized metallic silver nanoentities on the material

is responsible for the novel conductivity and photoactive properties of the material. This methodology

can be employed for the generation of multifunctional silver-DNA relatedmaterials with tailored properties.
Introduction

Nanotechnology applications rely on the capability to prepare
and control functional materials at the nanoscale with high
precision.1–3 The development of novel methodologies that
enhance this control has attracted the attention of scientists
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worldwide. In particular, the development of new strategies
towards the fabrication of nanowires with tailored electronic and
optical properties has been the subject of extensive efforts due to
the practical applications they may offer for the miniaturization
of electronic circuits. Importantly, in order to design new
nanocircuits the correct organization of the nanowires must be
precisely controlled. In this context, DNA has become an
important tool for scientists, since intricate functional nano-
structures can be prepared based on its sequence programma-
bility, which offers potential applications in nanomachinery,
sensing devices, drug delivery, and information processing.4–6

However, the concept of exploiting the self-organizing properties
of DNA to create nanocircuits remains a great challenge and the
source of much contentious discussion.7,8 This is due to the
debatable conducting properties in natural DNAmolecules, with
some reports pointing towards the insulating behavior of long
DNA molecules,9,10 whilst other studies have demonstrated
charge transfer in short DNA molecules.11,12 The electronic
properties of DNA molecules have been enhanced using various
strategies, including the covalent attachment of functional
groups13,14 or the deposition of a conducting material,15
This journal is © The Royal Society of Chemistry 2019
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including different metal atoms (i.e. Ag, Pd, Cu, Au, and Rh).
Metallization of DNA molecules has proved to afford DNA-
nanowires with improved conductivity,7,16–20 and has commonly
been achieved through binding of metal ions to a DNA template
followed by reduction of the ions positioned along the structure,
typically using chemical, photochemical or electrochemical
reduction.21 However, this strategy cannot guarantee the
complete control over the deposition process, and various
regions can be metalized to different extents, hampering the
ability of metal–DNA-based systems to conduct electricity. A new
way to precisely control the stoichiometry and the position of the
metal ions have been proven using DNA molecules containing
the so-called metal-mediated base pairs. In these cases, the
metal ions are placed inside the double helix structure, by
programming its sequence, with hydrogen bonding that holds
the two stands together being replaced by coordination bonds
between the bases. Following this strategy continuous 1D linear
chains of AgI ions can be generated inside the DNA duplex,22

thus demonstrating that new metallo-DNA nanowires could be
rationally prepared. Studies of the conducting properties of
these types of systems remain ongoing and no clear conclusions
regarding the enhancement of their conductivity have been
drawn yet. DNA molecules containing C–AgI–C silver-mediated
base pairs (C ¼ cystosine) have been well studied,22–24 and in
the last decade several conducting studies have been performed
on such metallized DNAmolecules. The results indicate that the
increase or decrease of charge transfer may depend on the DNA
sequence employed.25,26 A recent study shows that the interca-
lation of AgI ions between the mismatched cytosine bases leads
to more efficient charge transfer.27 However, a potential method
to increase the conductivity of these systems would be to reduce
of the conned AgI ions to Ag0. It is well known that the reduc-
tion of controlled amounts of silver ions introduced on DNA
strands leads to the formation and stabilization of silver nano-
clusters (AgNCs) which have photoluminescence properties due
to their small size (<2 nm).28,29 In these instances, the reduction
of AgI–DNA complexes is carried out in solution,30–32 and
consequently the native structure of the resulting AgNC–DNA
systems can be signicantly altered.33 If high-precision nano-
circuit architectures based on DNA molecules containing silver-
mediated base pairs, with conductive and/or photoemissive
properties, are to be developed, a methodology that leads to the
formation of metallic silver whilst preserving the structure of the
material will be needed. In this regard, methodologies based on
photoreduction processes can promote the reduction of the
silver ions to metallic silver along DNA molecules;34 however the
presence of solvents with additional chemical functionalities (i.e.
salts35 and hydroxyl groups36) has been proven to play an
important role in the reduction process. Our attempts to use
a solvent- and additive-free photoreduction methodology,
exclusively using UV irradiation over 1 to 12 h (254 nm), were
unsuccessful to form well-distributed silver metallic throughout
the herein studied 1D nanostructures. A new approach to be
explored is the use of controlled cold hydrogen plasma to
promote the reduction of silver ions to afford metallic silver
whilst maintaining the integrity of previously organized Ag-
material nanostructures in the solid state. In principle, this
This journal is © The Royal Society of Chemistry 2019
strategy could be used to reduce silver ions organized in DNA
molecules comprising silver-mediated base pairs once they have
been correctly organized and immobilized on a surface support.
Moreover, such an approach will avoid the use of any additional
solvents and/or chemicals, which can disrupt the organization of
the structures. Finally, this proposed strategy could enable the
formation of uniformly distributed nanoscale metallic silver
entities along the solid material, which ultimately may improve
the conducting and/or photoemissive properties of the material.

With the aim of proving this hypothesis, in this work we
explore the use of cold hydrogen plasma to reduce silver ions
conned in helixes consisting of contiguous C–AgI–C base pairs,
in order to promote the formation of well-organized metallic
silver, which may subsequently enhance the conducting and
photoactive properties of the nanomaterial. We have chosen these
helical complexes as an initial approach towards the study ofmore
complex DNA double helix structures since the stabilizing effect of
cytosine towards the formation of AgNC is well known. The
molecular structure of the herein described silver complexes,
studied by X-ray diffraction, conrmed the formation of double
helixes containing an uninterrupted 1D silver chain that runs
through the central axis. These complexes can be formed on
a solid surface support and their morphology and conducting
properties were studied by atomic force microcopy (AFM), electric
force microscopy (EFM) and conducting AFM (c-AFM). We
demonstrate by means of X-ray photoelectron spectroscopy (XPS),
solid UV-vis spectroscopy, X-ray powder diffraction (XRPD) and
photoluminescence (PL) microscopy that the silver ions can be
reduced by exposure to cold hydrogen plasma, leading to the
formation of silver nanostructures that are uniformly distributed
along the structures. Finally, we prove that the presence of these
metallic silver nanospecies can enhance both the conductivity and
photoluminescence behavior of the material, as indicated by EFM
and c-AFM analysis, and PL microscopy, respectively.

Results and discussion
Synthesis and characterization of the complexes

The formation of helixes 1, 2 and 3 was carried out by reaction
of methylcytosine (mC) with the corresponding AgI salt; nitrate,
tetrauoroborate or perchlorate, respectively. In all cases, single
crystals of complexes [Ag(mC)2]X (X ¼ NO3, BF4, ClO4), suitable
for X-ray diffraction analysis, were obtained within the next 48 h
upon slow evaporation of the reaction solution. In all cases, the
analysis of the molecular structure, by means of X-ray diffrac-
tion, revealed the formation of helixes consisting of stacked
mC–AgI–mC homobase pairs. The silver-mediated base pairs
are lined up on top of each other giving rise to the formation of
argentophilic interactions that run through the centre of the
helix. Inter-cytosine-pair hydrogen bonds are also observed
which further support the formation of the helical structures.
These assemblies resemble the structure recently reported by
Terrón et al. for the formation of a double helix generated by
contiguous hC–AgI–hC base pairs (hC ¼ hexylcytosine).37 An
important difference of the herein reported structures is the
obtaining of individual chiral crystals for 2 and 3, although the
overall samples were racemic mixtures. In addition, the three
Chem. Sci., 2019, 10, 1126–1137 | 1127
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polymeric silver chains show shorter argentophilic contacts,
probably due to the presence of less steric effects induced by the
methyl group compared to the hexyl alkyl chains.

Compound 1 crystallizes in the monoclinic space group P21/c.
The asymmetric unit consists of ten [Ag(mC)2]

+ units, ten nitrate
anions and ten crystallization water molecules (Fig. 1a). The AgI

ions are two-coordinated and adopt a linear geometry. The mC
units act as monodentate ligands and coordinate to the silver
ions via their N1 atom [Ag–N1 2.102(15) to 2.250(20) Å] forming
silver-mediated base pairs, mC–AgI–mC. The base pairs are
organized on top of each other leading to the formation of
argentophilic interactions [Ag–Ag 2.902(2) to 3.088(2) Å], which
are signicantly shorter than those found in an analogous silver
double helix [3.162 to 3.235 Å]37 and in a DNA molecule with an
1D array of silver ions [3.2 to 3.4 Å].22 ThemC units are in a cisoid
orientation showing propeller twist angles from 48.79 to 66.32�.
This Watson–Crick pairing arrangement is different to the anti-
Watson–Crick (transoid) orientation described inside a DNA
duplex38 and in a particular silver complex where two AgI ions
Fig. 1 (a) Scheme for the [Ag(mC)2]
+ silver-mediated base pair. (b)

Different perspectives of the polymeric [Ag(mC)2]NO3 in the asym-
metric unit of 1 and (c) in the asymmetric unit of [Ag(mC)2]BF4 (2).
Counter ions and crystallization water molecules have been omitted
for clarity. (d) View of 2 from the crystallographic b axis (Ag, yellow
sphere; mC ligand, grey; BF4, blue).

1128 | Chem. Sci., 2019, 10, 1126–1137
coordinate via N–Ag–O connectivity in mC ligands.39 In addition,
DFT calculations indicate that the transoid orientation in C–AgI–
C pairs may be favoured.40 However, the occurrence of the cisoid
arrangement is not exceptional, and it has been also described in
the structure reported by Terron et al.37 as well as inside DNA22

and RNA23 molecules.
In complex 1, as well as in 2 and 3 (vide infra), the cisoid

arrangement is preferred, which is stabilized by the formation
of contiguous p–p interactions [distance between the centroids
pertaining to mC rings from 3.477 to 4.199 Å] as well as
hydrogen bonds between the keto and amino groups of diag-
onal opposite mC ligands of the two complementary strands
[hydrogen bonds in the range of 2.843 to 3.022 Å].

All these interactions give rise to the formation of a double
helix structure consisting of consecutive mC–AgI–mC base pairs
that include an uninterrupted 1D silver array running through
the helical axis. Interestingly, the silver array is not completely
linear all along the asymmetric unit and different <Ag–Ag–Ag
angles [137.69� to 179.22�] can be observed (Fig. 1b). A complete
turn of the helix contains an average of ten base pairs within the
asymmetric unit. The helix diameter is c.a. 11 Å.

In the case of compounds 2 and 3, the selected crystals are
similar right-handed helix compounds, and therefore only the
data for 2 are described here. Complex 2 crystallizes in the
monoclinic space group P212121. The asymmetric unit consists of
eight [Ag(mC)2]

+ units and eight crystallization tetrauoroborate
anions (Fig. 1c). In the same way as 1, the AgI ions coordinate to
two mC units via their N1 atom [Ag–N1 range 2.149(12)–2.206(10)
Å] adopting a linear geometry and generating chains formed by
silver-mediated base pairs mC–AgI–mC. The argentophilic inter-
actions [Ag–Ag 2.9025(16) to 2.9786(16)Å] are also shorter than
those previously found for an analogous system,37 and related
silver-DNA molecule.22 The mC units are in a cisoid orientation
showing propeller twist angles [32.53� to 68.74�]. This arrange-
ment facilitates the formation of contiguous p–p interactions
[distance between the centroids from 3.550 to 3.929 Å] that are
interrupted every six silver-mediated base pairs. The presence of
hydrogen bonds is also observed between the keto and amino
groups of diagonal oppositemC ligands of the two complementary
strands. All these interactions support the formation of a double
helix structure analogous to 1. In this case the linearity of the silver
array is slightly more disrupted than that in compound 1 (<Ag–Ag–
Ag angles from [125.44� to 169.85�]) (Fig. 1c). The helix turn is now
completed every nine base pairs and consequently comprises two
asymmetric units. The helix diameter is also c.a. 11 Å.
Surface studies of complexes [Ag(mC)2]X [X ¼ NO3 (1), BF4, (2)
ClO4 (3)]

Atomic force microscopy (AFM) was employed to study the
morphology of the silver chains of complexes 1, 2 and 3
immobilized on solid substrate surfaces. The synthesis of the
complexes was carried out both on mica and silicon substrates
by drop-casting of a solution containing mC and AgI ions
(details in the Experimental section) and waiting until all
solvent evaporates. Initial efforts to form 1, 2 or 3 on surfaces
showed that the complex organization depends on both the
This journal is © The Royal Society of Chemistry 2019
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Fig. 3 Left: AFM Z-height images of microcrystals 2 prepared on a Si/
SiO2 substrate. Right: line profile for height.
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surface composition and the complex counter ion. The use of
the mica substrate did not always enable the formation of 1D
structures, although the best results were obtained for
compound 1 aer several attempts (Fig. 2).

The silicon substrate seems to facilitate the formation of
larger 1D structures, and are more reproducible, and the best
results were obtained for compound 2 (Fig. 3 and S2, ESI†).
Therefore, silico wafers were chosen for the preparation of the
1D nanostructures on the surface. The analysis of the AFM
images of 1 showed the formation of 1D structures organized in
a grid pattern and the presence of single helixes of the complex.
Line prole studies revealed a structural height value of c.a.
1.2 nm that agrees with the diameter value (1.1–1.2 nm)
measured in the crystal structure of the double helixes (vide
supra). The majority of the structures are organized perpen-
dicular to each other giving rise to the formation of a grid
pattern, with lengths in the range of 750 to 1000 nm.

In contrast, when the samples were prepared on Si/SiO2

substrates, larger structures were observed using the same
concentration of the sample prepared on mica. In this case, the
nanostructures prepared on the Si/SiO2 substrate obtained for
complex 2 are shown in Fig. 3 (and Fig. S2, ESI†). AFM images
show the microstructures of 2 with a height of 160 nm, thus
indicating the formation of nanostructures. Fourier transform
infrared spectroscopy (FTIR) was used to demonstrate the chem-
ical equivalence of the compound prepared on the surface with the
crystalline solidmaterial studied by X-ray diffraction (Fig. S1, ESI†).
Reduction of AgI ions to metallic silver; preparation and
characterization of the complex [AgI(mC)]BF4@Ag0 (2H)

As previously described, complex 2 formed the smallest needle-
like nanostructures when prepared on Si/SiO2 substrates.
Consequently, 2 was employed to evaluate the conducting
Fig. 2 Z-height images of 1 crystals on a mica substrate: red line
profile corresponding to the red graph and green line corresponding
to the green graph on the right showing a height of 1.2–1.4 nm. Blue
line profile corresponding to a height of c.a. 1 nm.

This journal is © The Royal Society of Chemistry 2019
properties of the silver-chain structures using the EFM and c-
AFM techniques.

The reduction of the prearranged AgI-chains can lead to the
formation of well-distributed silver metallic nanostructures,
which can enhance the conducting and photoemission prop-
erties of the material. For this task, cold hydrogen plasma was
employed as a reducing agent to form metallic silver. To assess
the changes in these properties following the reduction of the
AgI ions, conductivity and photoemission studies were per-
formed on the structures before and aer the reduction process.

We have explored this solvent-free methodology in an effort
to avoid the use of additional chemicals and to preserve the
original structure of the material whilst producing distinctive
metallic silver entities along the surface of the material.

Microcrystals of 2 were exposed to hydrogen plasma, giving
rise to the compound [AgI(mC)]BF4@Ag0 (2H), containing the
formation of well-arranged metallic silver along the structure.
The presence of Ag0 entities in complex 2H was then studied by
X-ray photoelectron spectroscopy (XPS), X-ray powder diffrac-
tion, UV-vis spectroscopy and transmission electronmicroscopy
(TEM). The XPS survey scan spectrum registered for 2 and 2H
(Fig. S3, ESI†) exhibits peaks for C1s, N1s and O1s arising from
the mC ligand, as well as B1s, F1s and Ag3d due to the presence
of silver tetrauoroborate.

In the case of 2, the high-resolution spectrum of the Ag3d
region (Fig. 4) shows two distinct peaks with binding energy at
367.1 and 373.1 eV corresponding to AgI 3d3/2 and 3d5/2 due to
spin–orbit coupling. However, aer the reduction treatment,
the spectrum for 2H shows the Ag3d peaks shied to lower
energy. Moreover, the curve-tting requires two new compo-
nents to accurately reproduce the shape of the experimental
spectrum, conrming the existence of two different silver
species. The two new components appear at 366.8 and 372.8 eV.
The splitting between them of 6 eV is in agreement with the
values in the literature for Ag0. Indeed the two components are
due to the Ag0 3d spin–orbit coupling. From the XPS data the
degree of reduction has been estimated to be 32.7% and 44.4%,
for 5 min and 10 min of reduction treatment, respectively. The
high resolution XPS spectra of the valence band region are
shown in the ESI.† This region of the spectrum is very useful to
distinguish subtle differences in the electronic properties of
solids.41,42 These spectra show that aer hydrogen plasma
reduction there is a large electron photoemission at binding
energy values very close to zero.
Chem. Sci., 2019, 10, 1126–1137 | 1129
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Fig. 4 Left: High resolution XPS spectrum of the Ag3d region for
compound 2 before and after exposure to cold hydrogen plasma.
Right: The experimental data (orange line) was fitted (dash line) to the
sum of the 3d5/2 and 3d3/2 contributions of Ag0 (blue and red lines,
respectively) and AgI (green and purple lines, respectively). The inset
legend gives the time period of exposure to the hydrogen plasma.
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This means that the electron density near the Fermi level has
been increased, suggesting the presence of metallic silver and
therefore conducting behavior (Fig. S4, ESI†).

X-ray powder diffraction (XRPD) shows that the basic
features of the diffraction pattern for 2 and 2H are maintained
(Fig. 5), which is indicative of the preservation of the main
characteristics of the crystal structure aer exposure to
hydrogen plasma. Nonetheless, in the case of 2H a new sharp
and strong peak is observed at a 2q value of 38�, which can be
assigned to the (111) reection of metallic Ag. This is consistent
with the reduction of the AgI ions at the crystal surface of the
material with the concomitant formation of small metallic
silver nanostructures with a 111 preferential orientation. No
other additional reections of metallic silver can be appreci-
ated, which suggests the formation of small metallic particles
that are beyond the detection limits of the XRD instrumentation
(3 nm).
Photoluminescence emission of complexes 2 and 2H

Solid-state UV-vis spectroscopy carried out upon complexes 2
and 2H also conrmed the formation of metallic silver (Fig. S5,
ESI†). The spectrum of 2 exhibits an absorption band around
260 nm where the mC ligand absorbs. In the case of 2H a new
broad absorption band arises between 350 and 500 nm, with
Fig. 5 XRD diffraction pattern for complexes 2 and 2H, before and
after exposure to cold hydrogen plasma, respectively. The inset
legends indicate the time period of exposure to the hydrogen plasma.

1130 | Chem. Sci., 2019, 10, 1126–1137
a maximum absorption at 435 nm that can be associated with
the surface plasmon resonance (SPR) of metallic silver gener-
ated by the reduction treatment.

These results further conrm that metallic silver nano-
structures have been formed as a consequence of the reduction
treatment with cold hydrogen plasma. Consequently, the pres-
ence of potential silver nanostructures in 2 and 2H was studied
by means of PL microscopy and PL lifetime imaging microscopy
(PL-FLIM). PL-FLIM microscopy has the advantage of collecting
spatial maps of both the luminescence emission intensity and
the temporal evolution of the excited state, via the PL emission
decay and the PL lifetime, s. AgNCs have been reported to
exhibit spectrally tunable PL emission, depending on the
fabrication method and the templating agent.43 Hence, the PL
emissive properties are also indicative of the formation of
AgNCs within the crystals, and a promising and interesting
feature of these materials. Since AgNCs usually exhibit dual-
band PL emission,44 we collected PL-FLIM images of crystals
of 2H in two different detection channels, as detailed in the
methods section, one for the green PL (centered at 520 nm) and
another for the red emission (centered at 685 nm). This repre-
sents a multi-parametric imaging technique, in which both
spectral and kinetic information is accessible.

The 2H crystals showed PL emission upon excitation at
375 nm all over the crystal surface, indicating the formation of
AgNCs over the material (Fig. 6A).

In clear contrast with these results, crystals of 2 did only
show negligible PL emission that may be mainly attributed to
the uorescence emission from the mC bases as it was mainly
detected in the green channel (Fig. 6A). Interestingly, the dual
channel approach allowed us to map the crystal PL emission
using a ratiometric composition of the green emission (I520)
over the red emission (I685). The I520/I685 ratiometric imaging
revealed the presence of hot spots, usually distributed in
a straight-line fashion along 2H crystals (Fig. 6B and S6A, ESI†).
PL-FLIM microscopy also allowed us to focus our attention on
the PL lifetime, s, reporting on the kinetics of the excitons. The
PL decay traces on 2H crystals exhibited a short-lived contri-
bution of 0.4 ns, and a second long lifetime component. The
short-lived component may be related to emission from mC
bases, known to display fast kinetics.45 Fig. 6C (and Fig. S6B and
S6C, ESI†) shows representative PL-FLIM images of 2H crystals
in the green (520 nm) and the red (685 nm) channels. Inter-
estingly, differences in the emission PL lifetimes were found in
the green and the red spectral regions. In the green channel, the
PL lifetime values were centered around 3.3 ns (Fig. 6D), in good
agreement with the reported lifetime values between 2.9 and 3.9
ns of green-emitting AgNCs templated in C-rich single-stranded
DNA with a G-rich self-loop.38 In contrast, the PL lifetime
distribution in the red channel was centred around 2.4 ns, also
in perfect agreement with previous values reported for red-
emitting, C-rich-single-strand-templated AgNCs.46 These
results conrm the presence of AgNCs emitting in different
spectral regions, and therefore, comprising different numbers
of atoms, overlapped over the crystal structure. By analyzing the
statistical weight of the long PL lifetime, compared to the short
emission lifetime, it was striking that the regions that displayed
This journal is © The Royal Society of Chemistry 2019
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Fig. 6 (a) PL emission in the 520 nm and the 685 nm channels of
microcrystals of compounds 2 and 2H upon excitation at 375 nm. (b)
I520/I685 ratio imaging of the same fragments on a pseudocolor scale
spanning from one order of magnitude excess of green emission to
one order of magnitude excess of red emission. (c) PL-FLIM imaging in
the 520 nm and the 685 nm channels of a 2H microcrystal. (d) PL
lifetime distributions of 2H microcrystals in the 520 nm (gray histo-
gram) and the 685 nm (red histogram) channels. The histograms are
average values from three different 2H fragments. In all the images,
scale-bars represent 10 mm.

Fig. 7 (a) Parabolic dependence of the phase shift vs. bias voltages for
2H between �10 and 10 V; (b) Z-height image of the chain aligned on
a Si/SiO2 surface; (c) profile of the topography image. (d, e, g and h)
EFM phase images at a lift height of 40 nm and tip/sample bias of (d)
+2.5 V, (e) �2.5 V, (g) +5.5 V and (h) �5.5 V. (f) A line section through
the phase image of the chain visible in this image at +2.5 V. (i) A line
section through the phase image of the chain visible in this image at
+5.5 V. The cantilever spring constant (k)¼ 129.9 Nm�1 and the quality
factor (Q) ¼ 274.
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more red emission also exhibited a higher weight of the long PL
lifetime (Fig. S7, ESI†). This fact also entails that the red emis-
sion is directly related to PL of the plasmonically excited AgNCs,
without potential artifacts coming from elastic or inelastic
scattering of light.

Electrical studies of complexes 2 and 2H

Electrical characterization was performed using both a variant
form of electrostatic force microscopy (oen referred to as
Scanning Conductance Microscopy, SCM)47 and conducting
AFM (c-AFM).

Complex 2 was prepared on Si/SiO2 (200 nm) substrate
surfaces, and subsequently complex 2H was generated by
exposure of the sample to hydrogen plasma, as previously
described. Initially, EFM phase imaging (where a phase shi
indicates the electrical nature of the 1D material; e.g. a negative
phase shi implies the structures to be electrically conducting)
was carried out since this technique quickly provides qualitative
information about the electrical properties of different mate-
rials deposited on a substrate.48 It has been previously demon-
strated that in SCM the electrically conductive material displays
This journal is © The Royal Society of Chemistry 2019
negative shis as the tip passes over the structures, whilst the
insulating material exhibits a positive phase shi.49

AFM studies registered for complex 2, prepared on silicon
wafers, show the formation of 1D structures with a height of c.a.
160 nm (vide supra). The corresponding phase images acquired
at different direct currents (�6 to +6 V) did not display any
signicant negative phase shi of the structure (Fig. S8, ESI†).
By comparison, AFM analysis of 2H revealed smaller structures
with a height of c.a. 30 nm, indicating that there has been a loss
of part of the crystal during exposure to the cold hydrogen
plasma (Fig. 7b). Notably, in this case, the corresponding EFM
phase images (Fig. 7d–i) acquired at different applied voltages
(�5 to +5 V) show a dark contrast over the full range of bias
potentials applied, indicating the existence of charge conduc-
tion in 2H. The magnitude of these phase shis depends on the
geometry of the sample, the height of the tip above the surface
and (dc) bias (V).17,47

The prole of the phase shi across the structure of 2H
(Fig. 7f and i) resemble a W-shape, as previously perceived for
other semiconducting materials.17,20 The width of the phase
images is enlarged compared to height AFM images because of
the diffuse long-range nature of the tip-sample interactions. A
representation of the phase shi versus the applied bias displays
a parabolic relationship across voltages between �10 and +10 V
(Fig. 7a). Subsequently, c-AFM measurements were performed
on 2 and 2H in order to further study and compare the con-
ducting properties of these materials and provide a quantitative
assessment of the conductivity observed in 2H. For this
purpose we prepared complex 2 on silicon chips and exposed
them to cold hydrogen plasma to obtain the reduced 2H
material. A drop of Ga–In eutectic was placed at the end of the
corresponding microcrystal to provide an electrical contact.
Chem. Sci., 2019, 10, 1126–1137 | 1131
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Fig. 8 PinPoint c-AFM height image of the 2H chain. (a) Z-height
image (height 400 nm); (b) current signal at +10 V. (c) Dual Line profile
from the Z-height image (red line) and current map (green line),
highlighting that the current associated with this structure is of the
order of nanoamps. (d) F–d curve for PinPoint c-AFM mode. Selected
parameters: control height: 1.8 mm; stiffness threshold: 1.20 nN;
approach time: 4.0ms; retract time: 2.0ms; (e) 3D overlay for Z-height
and current signals (X : Y : Z ¼ 1 : 1 : 1.5).
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The metallic AFM tip was then used to act as the second
electrical contact to the sample. During our initial c-AFM
experiments we found that the high forces exerted upon the
samples by the tip result in individual chains being broken
during the raster scanning of the tip across the sample (results
not shown). In order to avoid this problem, larger structures of
2 and 2H were employed for c-AFM studies, compared to those
employed for EFM measurements, since they were less prone
to damage during scanning, though still required careful
regulation of the applied force by the tip using PinPointTM
(Park Systems) c-AFM Mode. Moreover the exposure time to
hydrogen plasma was also reduced to 7 minutes as longer
exposure times appeared to weaken the structures for these
sets of experiments.

The initial c-AFM experiments performed on 2 demonstrated
the absence of perceptible conducting properties, in agreement
with the results obtained by EFM. The area of the sample
surface scanned during measurements was located c.a. 50 mm
away from the eutectic contact on a 100 mm long crystal (Fig. S9,
ESI†). In this regard, while we have not observed conductivity
for 2, it is worth noting that previous studies performed on
polycytosine sequences of 11 mer C–AgI–C base pairs, by means
of scanning tunneling microscopy break-junction, revealed
higher single molecule conductance with respect to the
canonical G–C oligonucleotide, although the technique and the
sample are different to that reported here.27

In contrast, when the measurements were performed for 2H
the results showed a notable increase in conductance, which
agrees with the EFM results. Fig. 8 illustrates the topography of
a structure of 2H and its electrical properties when a voltage of
�10 V is applied to the sample, demonstrating the presence of
a current signal throughout 2H. The average heights of the
structures were c.a. 400 nm indicating that they consist of
multiple silver-chains bundled together into thicker
assemblies.

In this case, the area of the sample surface scanned during
measurements was located at 85 mm away from the eutectic
contact on the crystal chosen for the measurements (Fig. S10,
ESI†). A current map simultaneously acquired alongside the
height data is shown in Fig. 8b, at an applied bias of +10 V and
on the order of up to 1 nA. The zero current observed when the
tip was placed above a clean area of the Si/SiO2 substrate proves
that the measured current is a consequence of the electrical
properties of 2H.

Fig. 8b also shows the existence of different conducting
regions, which may be explained by poor mechanical contact
between the tip and an uneven surface with depressions (Fig. 8e).

The maximum specic conductivity registered for this
structure was 1.25 nA and demonstrated that the use of cold
hydrogen plasma can promote the formation of metallic silver
nanostructures in 2H that ultimately enhance the conducting
properties of the material. It is worth mentioning that in
essence, the size of the material, the amount of metal coating
and the distance to the Ga–In eutectic electrode inuence the
conducting properties of the sample. In this regard, DNA-based
silver molecules, which can resemble the herein reported
1132 | Chem. Sci., 2019, 10, 1126–1137
structures, have shown different conductivity depending of the
conditions of the experiments.

However, in these previous studies different amounts of
silver ions were initially deposited along DNA templates and
then reduced to form metallic silver using diverse procedures
(e.g. chemical reduction or electrochemical process). In general,
the resulting structures displayed metallic silver granular
aggregates along the DNA molecules and signicant conduc-
tivity (50 to 400 nA)16,50,51 compared to the herein reported
material, when a bias/potential was applied. Recently, narrow
and smooth DNA-silver nanowires were obtained by trans-
ferring silver atoms from silver nanoparticles (AgNPs) to DNA
molecules, although no conducting data were reported.52

However, following a similar procedure using gold nano-
particles (AuNPs), small (less than 13 nm height), narrow and
uniform DNA-gold structures were obtained which showed
a long range conductivity of c.a. 1 nA.7

Importantly, the herein reported strategy does not alter the
initial composition of the material, does not require the use of
additional chemicals to promote the reduction of the AgI ions,
and is able to enhance the conductivity and photoemission
behavior of the pre-organized material. The reduction of AgI

within the material may generate thin lms of silver nano-
structures along the material that are in sufficient intimate
contact (via metal/metal contact interactions) to allow charge
migration through the material. Therefore, this methodology
can be employed to enhance the conducting properties of
This journal is © The Royal Society of Chemistry 2019
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various solid materials containing well organized AgI in the
solid state without the addition of other chemicals.

Conclusions

Three different helical silver complexes 1, 2 and 3 have been
prepared and characterized by single crystal X-ray diffraction.
The molecular structure revealed the formation of helixes con-
sisting of stacked mC–AgI–mC homobase pairs, with the pres-
ence of contiguous AgI chains running through the centre of the
helixes and with the presence of argentophilic interactions, that
resemble DNA molecules containing a 1D array of silver ions.22

The complexes were also prepared on solid support surfaces
and their morphology, conductivity and photoluminescence
behavior were studied by means of AFM, EFM, c-AFM, and PL
microscopy, respectively. In an effort to enhance the conducting
and photoemissive properties of these materials, complex 2 was
exposed to cold hydrogen plasma, leading to the formation of
compound 2H possessing metallic silver nanostructures along
the material. The presence of metallic silver was conrmed by
XPS, UV-vis spectroscopy, XPRD and PL-FLIM. XPRD also
conrmed that the reduction process did not alter the crystal
structure of the complex. Compound 2H showed PL emission
along the structure that reveals the formation of plasmonic
emissive silver nanoclusters. In consequence, the presence of
these metallic silver nanoentities signicantly improved the
photoemissive properties of the material. Moreover, the con-
ducting properties of 2H were evaluated by EFM and c-AFM,
conrming the new conducting behavior of the material,
which can be also attributed to the presence of metallic silver
entities. Although more studies will be required to compre-
hensively evaluate how electrical charges travel through this
material, it is reasonable to propose that the observed
conductivity is dominated by a conduction bridge through the
well-ordered metallic entities. Importantly, these results offer
a new strategy to prepare and modify the conducting and pho-
toluminescence properties of a solid material that contains
prearranged silver ion chains, e.g. DNA molecules containing
sequential silver-mediated base pairs, even at the nanoscale.

Experimental
Materials

Reagents were purchased from Aldrich and used as received.
N1-methylcytosine was synthesized according to literature
methods.53 Elemental analysis was performed on a Thermo
Scientic Flash 2000, and UV-vis spectra were recorded on an
Agilent Technologies Cary 100 Spectrophotometer. XPS spectra
were recorded on a Kratos Axis Ultra DLD spectrometer.
Monochromatic AlKa radiation in constant analyser energy
mode with a pass energy of 160 and 20 eV (for the survey and
high resolution spectra, respectively) was used. The C 1s tran-
sition at 285 eV was used as the reference value. Aer back-
ground correction, the high-resolution spectra were tted to
Lorentzian and Gaussian curves using XPS CASA soware. In all
cases, a standard Shirley baseline was used to separate the real
signal from the background.54 A JASCO 6200 FTIR
This journal is © The Royal Society of Chemistry 2019
Spectrophotometer with SPECTRA MANAGER v2 soware was
used to obtain infrared spectra in the mid-infrared area (4000–
400 cm�1) with a resolution of 0.25 cm�1.

General procedure for the synthesis of [Ag(N1-
methylcytosine)2]X (X ¼ NO3 (1), BF4 (2), ClO4 (3))

A general procedure will proceed as follows; to a water solution
of N1-methylcytosine (mC) (150 mg, 1.2 mmol) was added
a water solution of the corresponding silver salt (0.6 mmol). The
solution was stirred for 30 min in the dark and then ltered off
through a syringe lter (0.45 mm cellulose acetate membrane) to
remove any insoluble impurities. The clear solution was le to
crystallize and aer a few days crystals suitable for X-ray
diffraction were collected. In the case of complex 1, a non-
crystalline phase was also obtained as a white powder.

[Ag(N1-methylcytosine)2]NO3 (1): Yield 21%. Elemental
Analysis corresponding to [C10H14N7O5Ag$(H2O)1.4]: calcd C
26.96, N 22.01, H 3.80; found, C 26.63, N 22.23, H 3.79. [Ag(N1-
methylcytosine)2]BF4 (2): Yield 35%. Elemental Analysis corre-
sponding to [C10H14N6O2BF4Ag$(H2O)0.5]: calcd C 26.45, N
18.51, H 3.33; found, C 26.49, N 18.13, H 3.66. [Ag(N1-
methylcytosine)2]ClO4 (3): Yield 33%. Elemental Analysis cor-
responding to [C10H14N6O6ClAg$(H2O)0.5]: calcd C 25.74, N
18.01, H 3.24; found, C 25.89, N 18.14, H 3.52.

Single-crystal X-ray structure determination

X-ray data collection of suitable single crystals of compounds 1–
3 was done at 100(2) K on a Bruker VENTURE area detector
equipped with graphite monochromated Mo-Ka radiation (l ¼
0.71073 Å) by applying the u-scan method. The data reduction
was performed with APEX2 soware55 and corrected for
absorption using SADABS.56 Crystal structures were solved by
direct methods using the SIR97 program57 and rened by full-
matrix least-squares on F2 including all reections using
anisotropic displacement parameters by means of the Olex2
v1.2 crystallographic package58 and the SHELXL-2014
program.59,60 All hydrogen atoms were included as xed
contributions riding on attached atoms with isotropic thermal
displacement parameters 1.2 times or 1.5 times those of their
parent atoms for the organic ligands. In general, the overall
quality of the crystals was low and this results in a low diffrac-
tion for the three compounds. Several crystals of 1, 2 and 3 were
measured and the structure was solved from the best data we
were able to collect. Attempts to solve disorder problems with
two nitrate and ten crystallization water molecules with two
tetrauoroborate anions and with one perchlorate anion failed
in compounds 1, 2 and 3, respectively. We have used the
BYPASS procedure61 implemented in Olex2 v1.2 to eliminate
these molecules. Final R(F), wR(F2) and goodness of t agree-
ment factors, details on the data collection and analysis can be
found in Table S1 (ESI).†

Details of the bond distances of compounds are summarized
in Table S2 (ESI).† Crystallographic data (excluding structure
factors) for the structures reported in this paper have been
deposited with the Cambridge Crystallographic Data Center as
supplementary publication no. CCDC 1847831–1847833.
Chem. Sci., 2019, 10, 1126–1137 | 1133
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Preparation of substrates for AFM, EFM and c-AFM studies

For AFM analysis of topography, freshly cleaved Muscovite Mica
V1 Quality was used. Electrical characterization by EFM and c-
AFM was carried out on Si/SiO2 substrates; the SiO2 layer
�200 nm thickness. N-doped Si h111i wafers were used for both
modes. The wafers were cut into small pieces (1.0 � 1.0 cm)
with a diamond tip pen, and then sequentially cleaned using
a cotton bud soaked in acetone, propanol and nally water.
Further treatment was carried out on Si h111i wafers with
‘piranha’ solution (4 : 1 H2SO4/H2O2) for 45min for electrostatic
force microscopy measurements. The wafer was rinsed thor-
oughly with milliQ water, providing a highly hydrophilic surface
rich in OH-termini. The SiO2 layer was removed from one side of
the wafer by applying a single drop of HF solution (48% in H2O)
onto the wafer surface. The HF solution was le on the wafer for
about 30 s, removed from the substrate surface and rinsed with
copious amounts of milliQ water.
Surface immobilization of complexes for atomic force
microscope (AFM) studies

A freshly cleaved mica surface (Muscovite Mica V1 Quality,
Aname) was employed without further treatment. The synthesis
of complex 1 was carried out onmica by deposition of a solution
containingmC and AgNO3. The procedure consisted inmixing 7
mL of an aqueous reaction solution (10 mg mC, 6.7 mg AgNO3,
3 mLmilliQ water, and 1 mL NH3) and 7 mL of milliQ water. The
mixture was le to evaporate on the mica surface. The sample
was covered and stored in the dark for 15 h at room temperature
without any disturbance to allow for the nanostructure forma-
tion to proceed. This procedure was repeated several times until
appropriate organization of 1 could be observed by AFM. It is
worth mentioning that the same procedure did not work to
prepare complexes 2 or 3 at the nanoscale on a mica surface, as
much larger assemblies and aggregates were formed. The
preparation of complexes 2 and 3 at the nanoscale was
substantially more successful when a silicon substrate was
employed, and therefore this will be the preferred method for
the study of the conducting properties by EFM and c-AFM
measurements.
Surface immobilization of complexes for EFM and c-AFM
studies

The preparation of the complexes was done on Si/SiO2 chips
with an oxide thickness of �200 nm. The synthesis of the
complexes followed the same procedure as that described above
for mica. In this case, the best 1D nanostructures were obtained
for complex 2. Therefore, the EFM and c-AFM studies were
performed for silver-chains obtained from 2 and 2H (upon
reduction using hydrogen plasma). The in situ synthesis was
carried out correspondingly as previously described on a mica
surface.
Cold hydrogen plasma reduction of AgI ions

The treatment to reduce AgI ions to metallic silver was achieved
by exposing microcrystals of 2 formed on Si/SiO2 chips to cold
1134 | Chem. Sci., 2019, 10, 1126–1137
hydrogen plasma for 10 min. The reaction was carried out in
a commercial device (Europlasma Junior Advanced SS). The
equipment produces plasma by using a 2.45 GHz microwave
source. The samples, once in the device chamber, were out-
gassed to a residual pressure of 50 mTorr before the treatments.
Prior to the treatment, hydrogen was owed for 5 minutes (15
cm3 min�1) up to a stable pressure of 280–300 mTorr. The
source power was set to 700 W.
Photoluminescence lifetime imaging microscopy (PL-FLIM)

A small amount of the studied crystals from compound 2 or
reduced 2H was homogenously deposited over a coverslip
(Menzel-Gläser, B25 mm #1) and covered with microscopy
immersion oil (Cargille laboratories) to decrease light scat-
tering. Small fragments of the crystal, deposited on the glass
surface, were subsequently located with the transmitted light of
the microscope. PL-FLIM images were recorded with a Micro-
Time 200 system (PicoQuant GmbH, Germany) based on single
photon timing with the time-tagged time-resolved (TTTR)
methodology, which permits the reconstruction of the uores-
cence decay traces from the microcrystals in the confocal
volume. A 375 nm pulsed diode laser (LDH series from Pico-
Quant) controlled with a Sepia II driver (PicoQuant) was
employed as an excitation source at a 20 MHz repetition rate.
The corresponding excitation laser beam was directed into the
specimen through an apochromatic oil immersion objective
(100 � 1.4 NA) of an inverted microscope system (IX-71,
Olympus, Japan). The PL light was collected back and ltered
by the main dichroic (DCXR 375 nm, AHF-Chroma) and a cutoff
lter (LP 405 nm, AHF Semrock), and spatially ltered through
a 75 mm pinhole. The emitted photons were separated by
a dichroic (DCXR 600 nm, AHF-Chroma) and directed to two
avalanche photodiode detectors (SPCM-AQR-14, Perkin Elmer)
aer passing through a 520 nm/35 (AHF-Semrock) or a 685 nm/
70 (Omega Filters) band pass lter, respectively. Photon
counting and time tagging were performed within a Time-Harp
200 module (PicoQuant), with a time resolution of 29 ps per
channel. For imaging a region, the sample was raster-scanned
with an x-y piezo-driven device (Physik Instrumente, Ger-
many). The image data, with a 512 � 512 pixel resolution, were
normally acquired over a surface area of 20 � 20 mm and
a collection time of 0.60 ms per pixel.

The PL-FLIM images were analysed using SymphoTime 32
soware (PicoQuant). To obtain the tted FLIM images,
a reconstructed instrument response function was employed to
analyse the PL decay histogram of each pixel within the whole
image using an exponential model. The decay histograms were
tted by applying the maximum likelihood estimator (MLE),
which yields correct parameter sets for low count rates. A previous
spatial binning of 5 � 5 pixels and prehistogramming of 8
temporal channels (for a nal resolution of 232 ps per channel)
were used to achieve a larger number of counts in each pixel. For
the samples of compound 2 the decay model was a mono-
exponential function in which the decay time was a freely
adjustable parameter. However, the presence of an intense short
component for the reduced 2H crystals required a biexponential
This journal is © The Royal Society of Chemistry 2019
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model in which one of the decay timeswas xed at 0.4 ns, whereas
the other decay time was a freely adjustable parameter. To high-
light the distribution of times, amplitude intensity images of each
decay time were reported in combination with a lifetime image.

I520/I685 ratio images were obtained by dividing the intensity
images collected in each channel, and the ratio represented by
a pseudo-color scale, with the image intensity modulated by the
total I520 + I685 intensity, via a home-coded script in MathCad
15.0 (PTC).
Scanning probe microscopy (AFM, EFM and c-AFM)

AFM imaging was performed in non-contact mode in air, using
an NX20 Park Systems instrument (Park Systems Corp.), with
ACTA cantilevers (silicon cantilevers, resonant frequency 200–
400 kHz, spring force constant 25–75 N m�1, Park Systems).
Data acquisition was carried out using SmartScan soware
version 1.0 and XEI Data Processing and Analysis soware
version 4.3.0 Build2 (Park Systems Corp). The NX20 equipment
is supported by an Active Vibration Isolation System (AVIS)
model AVI-200S/LP (Table Stable Ltd).

A variant method of EFM has been used as a contactless
means of qualitatively assessing the electrical properties of 2
structures prior to quantitative measurement of conductivity.
The method is based on the storage of energy in the tip/chain/
substrate capacitor and the chain conductance inuences the
measurement via the RC time constant for polarization of the
nanocrystals. A detailed description of the operation of this
method has been reported elsewhere.17,62 The phase shi
between the driving force and the tip motion is recorded as
a function of applied dc bias (V) as the tip crosses above the
chain at a constant li height (typically a value set within the
range of 40–100 nm). EFMmeasurements were performed using
a two-pass method, in which the rst pass of the tip over a scan
line gathers topographical data in standard non-contact mode,
and the second pass of the tip records the EFM phase infor-
mation. During the second pass, the tip travelled over the
sample surface at a constant li height (set at 40 nm), whilst an
independently controlled dc bias was applied to the sample
(from �1.5 to �10 V), with the tip grounded. The cantilevers
used for these measurements were NCSTAu which are designed
for non-contact or so tapping mode imaging. A metallic layer
(Au) is coated on both sides of the cantilever. The typical tip
radius of curvature is less than 50 nm. These probes are 140–160
mm long, with a resonant frequency of about 129.9 kHz,
a quality factor Q ¼ 274, and a spring constant between 1.2 and
29 N m�1.

Conductive AFM (c-AFM) was performed at room tempera-
ture with the gentle PinPoint i-AFM mode which was the key to
acquiring reproducible and reliable topography and c-AFM
images on the 2 chains. The conventional contact and
conductive AFM have pros and cons, but this mode allows the
best of both spatial resolution and current sensitivity, whilst
minimizing the lateral forces with optimized current measure-
ment over different sample surfaces. The measurement proce-
dure can be explained in three steps: (1) the XY scanner stops
during acquisition; (2) the tip approaches the surface, measures
This journal is © The Royal Society of Chemistry 2019
the current and retracts from the surface over a few ms (4 ms) to
achieve an interaction force preset (1.2 nN); (3) record the
approach height and maintain the Z distance. The force was
held constant while the current is measured, and then the tip is
retracted and moved to the next pixel. This method differs
signicantly from conventional c-AFM because the tip retracts
and approaches each pixel rather than adjusting the tip height
to maintain a constant oscillation amplitude. This scan mode
does require more time (approximately 30 min for a 256 � 256
pixel image) but results in highly reproducible images. In
contrast to conventional c-AFM, this technique eliminates fric-
tion, which reduces tip-sample deterioration. For conductive
measurements (c-AFM), CDTCONTR probes were used (the CDT
diamond coating is highly doped and the total resistance
measured in contact to a platinum surface is <10 kOhm). These
probes are 440–460 mm long, with a resonant frequency of about
20 kHz and a spring constant between 0.1 and 1.7 N m�1.
Electrical contact was made by applying a drop of In/Ga eutectic
to one corner of the chip and to the metallic chuck. The current
is measured directly aer the tip using a preamplier with
a gain of 1011 V/A (ULCA). c-AFM imaging was performed with
an applied bias of +10 V. The imaged area was about 1 mm away
from the In/Ga contact.
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