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2D molybdenum disulphide nanosheets
incorporated with single heteroatoms for the
electrochemical hydrogen evolution reaction
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2D nanosheets give enhanced surface area to volume ratios in particle morphology and they can also
provide defined surface sites to disperse foreign atoms. Placing atoms of catalytic interest on 2D
nanosheets as Single Atom Catalysts (SAC) represents one of the novel approaches due to their unique
but tunable electronic and steric characteristics. Here in this mini-review, we particularly highlight some
recent and important developments on heteroatom doped MoS, nanosheets (SAC-MoS,) as catalysts for
the electrochemical hydrogen evolution reaction (HER) from water, which could lead to opening up to a
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flagship of important renewable technologies in future. It is shown that the nature of dopants, doping
positions and the polytypes of MoS, nanosheets are the determining factors in the overall catalytic abil-
ities of these functionalised nanosheets. This may serve to obtain atomic models which lead to further
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1. Introduction

The subtle climate change due to excessive carbon emissions
to the atmosphere has prompted our community to switch
energy sources from oil, gas and coal to renewables such as
solar and wind power, tidal waves, etc. Green H, manufacture
from electrolysis of water over an efficient electrocatalyst is the
core technology to harness these renewables. The produced H,
with zero carbon emission can be directly used in combustion
engines, and fuel cells, for reduction of CO,, etc. Alternatively,
it can be stored as chemicals such as ammonia or methanol to
facilitate transport and for use in other areas. Although noble
metal catalysts give satisfactory performance in electrolysers,
their high cost and scarcity have compelled chemical manufac-
turers to find greener and more cost-effective alternatives.
Thanks to the advances in nanotechnology, two-dimensional
(2D) metallic or semi-conductive materials such as graphite
based nanostructures,”” transition metal dichalcogenides
(TMDC),*>™® transition metal oxides (TMO),*’” and transition
metal nitrides (TMN)*° have been thoroughly studied and
characterised. These atomically thick 2D nanosheets possess a
much higher surface-to-volume-ratio than three-dimensional
(3D) nanomaterials. Since more active sites located at the
surface can be accessed for the desired reactions, they gener-
ally exhibit better catalytic performances than their 3D
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understanding of the ‘metal—support interaction’ in catalysis.

counterparts. However, they are still incomparable to conven-
tional noble metal catalysts such as Pt and Ru. Thus, further
modifications have been attempted to improve the material
properties of these 2D catalysts. The general idea is to either
increase the number of active sites available or enhance the
intrinsic activity of each active site. For example, the former
approach can be achieved by exposing more edge sites to
terrace sites by introducing surface defects,'*"* while the
latter one can involve changing the electronic structure of the
responsible atoms at the active sites via strain
eningeering.">"”

One of the newest modification methods to functionalise
2D nanosheets is to incorporate single heteroatoms onto the
large basal surface of 2D catalysts. Generally, single-atom cata-
lysts (SAC) refers to foreign single atoms deposit on support
materials, the atomic dopants act as the active sites and con-
tribute primarily towards the catalytic activities in the reac-
tions of interest."®° The dispersed atomic dopants maximise
metal utilisation, which makes the catalyst excel in small mole-
cule activation. Such a combination of SAC and 2D catalysts
creates a new group of materials, which is multifunctional in
catalysis due to the coexistence of two types of active sites on
the surface, potentially making more complicated reaction
mechanisms plausible. While this new type of catalyst gener-
ates much interest as it combines the knowledge of the two
hottest research areas in catalysis, the research field has not
yet been well explored. Several excellent review articles have
been published to highlight some recent research work in the
area of SAC.>'** Similarly, there are some good reviews focus-
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ing on using 2-D materials such as graphene, molybdenum
disulphide (MoS,), graphitic carbon nitride (g-C;N,), etc. as
catalysts in electrochemical reactions including the HER when
doped with heteroatoms. The challenges of synthesising and
analysing SAC-2D catalysts have also been reviewed therein.
The readers should refer to these articles for reference without
being repeatedly discussed in this article. In an attempt to
provide insights for future research in the field of SAC and 2D
materials in combination, this mini-review will particularly
examine some selected key publications on single atom doped
MoS, nanosheets (SAC-MoS,) in the HER as a short but
sharply focused review. The synthetic approaches and the
electrocatalytic activities of these materials will be thoroughly
analysed with the aim to better understand the structure-
activity relationship of SAC-MoS,.

2. Polytypes of 2D MoS,

MosS, is a layered structure with each triatomic monolayer con-
sisting of a hexagonal plane of molybdenum atoms sand-
wiched between two other hexagonal planes of sulphur atoms
via strong in-plane covalent bonding. Adjacent layers are
stacked together by weak out-of-plane van der Waals inter-
actions.”® There are multiple polytypes of MoS,, 2H-MoS,,
3R-MoS,, and 1T-MoS,, which give distinctive electronic pro-
perties. The digit refers to the number of layers in the unit cell
while the letters “H”, “R”, and “I” indicate hexagonal (Ds},
group), rhombohedral (C;, group), and tetragonal (D34 group)
symmetry, respectively. Both 2H-MoS, and 3R-MoS, are semi-
conducting while 1T-MoS, displays a metallic behaviour.
1T-MoS, is found to possess an electrical conductivity of
around 10’ times higher than that of 2H-MoS,.** If 2H- and
3R-MoS, crystals are exfoliated into monolayers, the polytype
will then be referred to as 1H to denote a monolayer structure.
1T-MoS, is metastable as its unit cell is the distorted form of
2H-MoS,. Thus, it needs to be stabilised or else it will be con-
verted back to 2H-MoS, upon heating above 95 °C.** For

Table 1 Highlighted publications showing synthetic methods, polytypes
doping position(s)
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example, computational calculations suggested that the 1T
polytype can be distorted into a lower energy 1T’ structure due
to the stabilisation of hydrogen adsorption in the HER.>**°

The choice of the MoS, polytype not only affects the overall
electrical conductivity but also the density state of the active
sites. During catalysis, the Mo edges (1010) and the S edges
(1010) of MoS, can accept and donate electrons like a metal
surface.”® The contribution by the edge sites however is far
less important for 2D MoS, due to the presence of a larger
basal surface. The basal plane (0001) of semiconducting MoS,
has been verified to be chemically inert both experimentally"®
and computationally’” as further modification is required to
activate it. In contrast, the metallic feature of 1T-MoS, has
made the basal sites highly active for electrocatalysis.*** Top-
down and bottom-up methods are two major approaches to
obtain 2D MoS, nanosheets. The former method is to isolate
monolayers from bulk MoS, crystals by weakening the inter-
layer van der Waals interactions. Lithium intercalation is one
example to create monolayer 1T-MoS, with rich S-defects.*™*?
The latter method involves reacting Mo precursors with S
sources to grow MoS, unit by unit. Chemical vapour depo-
sition (CVD)*™® and one-pot hydrothermal/solvothermal
synthesis?’*° are often used to grow high-quality ultrathin
2H-MoS, or monolayer 1H-MoS,.

3. Synthetic methods of SAC-MoS,

Table 1 lists the synthetic approaches of selected publications
that were adopted in preparing different SAC-MoS, for the
electrochemical HER. It has been shown that the synthesis of
SAC-MoS, nanosheets is predominantly achieved by two
different synthetic routes: (1) incorporating single heteroatoms
onto the as-prepared 2D MoS, nanosheets with the desired
polytypes and (2) directly growing the catalysts through the
hydrothermal/solvothermal reaction. The synthetic route will
largely influence the doping position of the heteroatoms
adopted in the SAC-MoS, catalysts. It was revealed that there

of 2D MoS; nanosheets, metal doping concentrations and their preferable

Doping concentration and preferable

Entry Catalyst Synthetic method Polytype doping position Ref.
1A MoS, Mechanical exfoliation under sonication 2H — 25
1B MoS, Lithium intercalation 1T — 25
2A Co-MoS, One pot solvothermal reaction at 400 °C, 4 h 2H 1.7% Co, Mo substitution sites at edge sites 26
2B Pt-MoS, One pot solvothermal reaction at 400 °C, 4 h 2H 1.7% Pt, Mo substitution sites at edge sites 26
3 Co-MoS, with S Lithium intercalation, hydrothermal doping at 180 °C, 1H 3% Co, Mo atop sites at the basal plane 27
defects 12 h
4 Pd-MosS, One pot solvothermal reaction at 180 °C, 24 h 1T 1% Pd, Mo substitution sites at the basal 28
plane
5A  Pt-MoS, Lithium intercalation, sonochemical doping at room 1T 3% Pt, Mo atop sites at the basal plane 29
temperature, 24 h
5B Pd-MoS, Lithium intercalation, sonochemical doping at room 1T 3% Pd, Mo atop sites at the basal plane 29
temperature, 24 h
6 P-MosS, One pot solvothermal reaction at 200 °C, 24 h 1T 5% P, S substitution at the basal plane 30
7 N-MoS, One pot solvothermal reaction at 200 °C, 24 h 1T 5.7% N, Mo substitution sites at the basal 31
plane
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are four general doping sites for single molecular layer MoS,,
namely the Mo atop site, S substitution site, Mo substitution
site, and hollow site.>® For the first route, MoS, nanosheets are
first synthesised beforehand usually by lithium intercalation
(Method 1) or by one-pot synthesis (Method 2). As mentioned,
lithium intercalation can be applied to exfoliate bulk MoS,
into 1T-MoS,. However, a prolonged heating above the 95 °C
threshold using hydrothermal techniques on non-stabilised
1T-MoS, would reconvert the structure from metallic 1T- to
semiconducting 2H-MoS,. For the one-pot hydrothermal/solvo-
thermal synthesis, nanosheets are being built-up unit by unit
through reactions between the Mo and S precursors. The
heteroatoms are then incorporated onto the as-prepared
nanosheets afterwards. Since the six-coordinated Mo atoms
are well located inside the intact MoS, unit cells, the incoming
heteroatom dopants during the incorporation process are less
likely to penetrate into the outer S layer and substitute the Mo
atom. Therefore, they are placed at the Mo atop sites or S sub-
stitution sites unless extra treatment such as high temperature
annealing is applied.

For the second route, the one pot bottom-up synthetic
approach can also be adopted to directly synthesise SAC-MoS,
through the reactions between Mo, S, and the dopant precur-
sors. The heteroatoms can be embedded inside the MoS,
nanosheets as a result due to their presence during the unit by
unit construction of MoS, nanosheets. However, it should be
noted that a precise control of the molar concentration for the
three precursors is vital for obtaining monolayer nanosheets
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confined with single heteroatoms within the tolerance of the
thermodynamic maximum limits. An excess amount of single
metal atom dopants may result in the formation of clusters or
nanoparticles*® while an insufficient amount of Mo or S
sources can lead to the creation of surface defects.*

Several selected publications listed in Table 1 (entries 1, 3
and 5) adopted the first route to synthesise SAC-MoS, (Fig. 1,
Method 1). Lithium intercalation was applied to obtain
1T-MoS, nanosheets. The delicate 1T polytype was then pre-
served when the as-prepared nanosheets underwent doping in
a sonochemical reaction under ambient conditions to prevent
the conversion back to 2H.>* The same hydrothermal/solvo-
thermal techniques are also being applied in the one pot syn-
thesis of SAC-MoS, (Table 1, entries 2, 3, 4, 6 and 7) (Fig. 1,
Method 3). While the reaction temperature in all cases is at
least above 180 °C, the metal dopants embedded into the as-
grown MoS, can provide extra kinetic stability to prevent the
conversion of 1T polytypes. However, this only applies to a
certain extent as the MoS, nanosheets are grown at a high
temperature of 400 °C, which will still drive to the 2H polytype
with a multiple-layer thickness. Therefore, the synthetic con-
dition also plays a crucial role in determining the resulting
polytypes. Overall, the doping concentration, doping position,
and polytypes largely depend on the synthetic route and con-
dition. Since there are pros and cons for each discussed syn-
thetic method, the choice should depend on the structure of
the SAC-MoS, material desired as it ultimately determines the
catalytic performance.
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Fig. 1 Summary of the synthetic routes of SAC-MoS, adopted in recent highlighted publications. Method 1 uses the top-down exfoliation of bulk
MoS, to create MoS, nanosheets, while method 2 uses the bottom-up hydrothermal/solvothermal reactions to make the nanosheets directly from
Mo and S sources. The pure MoS; created with method 1 and method 2 will then be doped with the heteroatoms to form SAC-MoS, Method 3 uses
one-pot synthesis of the SAC-MoS, via hydrothermal/solvothermal reactions. For all the MoS, structural models shown in the above figure, the
green, yellow, and red spheres represent Mo atoms, S atoms, and dopant atoms, respectively.
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4. Catalytic performance of
SAC-MoS,

The electrocatalytic performance of catalystes can be evaluated by
several key parameters. An ideal HER catalyst should possess a
low overpotential, a low Tafel slope, and high stability while the
synthetic cost should remain minimal. In theory, the HER can
take place at a cell voltage of 0 V but actually requires extra poten-
tial to initiate the reaction due to the resistance in the real electro-
chemical system. This extra potential is called overpotential (1),
which has been commonly used for assessing the strength of the
catalyst to reduce the activation energy of the HER. However, it
should be noted that the value can also be largely affected by the
pH value of the electrolyte and the molar concentration of the
analytes. As a result, the research highlighted in this article
mainly employed an acidic medium in their electrochemical
systems. The Tafel slope is another characteristic indicator to
study the activity of the electrocatalyst. It reflects how the logar-
ithm of the current density varies with the overpotential: the
derived Tafel slope is inversely proportional to the charge transfer
coefficient. Thus, the small value of the Tafel slope indicates a
high charge transfer ability.>' The Tafel slope can also be used to
reveal the rate determining step (RDS) of the reaction. It is well
known that the reaction mechanism of hydrogen evolution will be
changed under different pH conditions. Acid solutions are gener-
ally used as electrolytes as they show higher ionic conductivity
and no carbonate will be formed in the process, as compared
with alkaline medium.> There are three fundamental reaction
steps involved in the overall HER (Fig. 2) in acidic medium. The
Volmer step describes the generation of an adsorbed hydrogen
atom (H,4) at the catalyst (H'(aq) + €™ = Hyg,).

The reaction then proceeds with either the Tafel step or the
Heyrovsky step, which is usually dependent on the amount of
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H,,, available. In the Tafel step, two absorbed hydrogen atoms
recomblne to yield H, gas (2H,q, — Hy(y), whereas for the
Heyrovsky step, H,,, will interact with another electron and
proton pair to form H, (Hyq + H'aq) + € — Hy(g). A Tafel
slope value of 120, 40, and 30 mV per decade indicates that
the RDS is characterised by the Volmer step, the Heyrovsky
step, and the Tafel step, respectively, for MoS, based
materials.>® Thus, through obtaining the Tafel slope values, it
can be predicted that which reaction pathway, the Volmer-
Heyrovsky reaction or Volmer-Tafel reaction, is playing the
important role in affecting the RDS. Table 2 lists out the over-
potentials and the Tafel slope values of different SAC-MoS,
from the selected publications. It can be observed that
undoped MoS, with 1T polytypes has a much smaller Tafel
slope value (40 mV per decade) than semiconducting 2H
counterparts (180 mV dec™") (Table 2, entries 1A and 1B). As
explained earlier, SAC-MoS, nanosheets with 1T polytypes are
metallic and surface-active. H, . will be readily formed at the
basal plane and the Volmer step will not be the RDS in this
case. In contrast, it is difficult for H adsorption to take place
on the basal plane of 2H/1H-MoS,. The overall reaction rate is
hindered by insufficient H adsorption, which also suggested
why the overpotential of 2H-MoS, is larger than that of 1T. As
a result, the metallic 1T-MoS, based structures appear to be
more useful than 2-H counterparts for the electrochemical
hydrogen production due to the lower impedance encoun-
tered, giving higher energy conversion. However, the long-term
stability of this structure under practical conditions may have
to be ascertained for application in electrolysers.

To understand the effect of single metal dopants on MoS,
for the HER, Deng et al. were among the pioneer groups to
conduct electrochemical scan tests of 2H-MoS, doped with
several types of single transition metal atoms (Pt, Co, and Ni)
at Mo substitution sites for the HER (Table 2, entry 2).>°

(a) ">

2

E-Ep(eV)

1 St A

Pure MoS, One H on Pt-MoS,

Volmer: H;0'+e¢ — H,, + H,0

% .03 -01

Heyrovsky: H,O* + e + H,, — H, + H,0

T
Satoms Satoms
3 3 T
§ & ]
£3 =
- -, (©
®ww» » 1
Il | , , .
2} ¢ - % '
E —— 4-10
£
g 5 4-20
2-4r
| N =
Pure MoS, Pt-MoS, =2 . 130
Mo
30 29 7 40
{ -/ BHEHEEEAA

:
00 05 1.0 15 20 25 30
AG,°(eV)

Fig. 2 (a) DOS of MoS,, Pt-MoS,, and H adsorbed Pt-MoS,. The dashed line represents the Fermi level. (b) HER process through the Volmer—
Heyrovsky pathway on a Pt-MoS, catalyst. (c) Volcano plot of 2H-MoS, doped with different transition metals at the Mo substitution site.2®
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Table 2 Electrocatalytic production of H, over various MoS, systems

Overpotential (77) Tafel slope
(mV@10 mA cm™?) (mV per

Entry Catalyst vs. RHE decade) Ref.
1A MoS, ~=375 mV 186 25
1B MosS, ~=250 mV 40 25
2A Co-MoS, ~—285 mV N/A 26
2B Pt-MoS, ~—185 mV 96 26
3 Co-MoS, with S defects —300 mV 92 27
4 Pd-MoS, -89 mV 62 28
5A Pt-MoS, —223 mV 57 29
5B Pd-MoS, —140 mV 50 29
6 P-MoS, —43 mV 34 30
7 N-MoS, —-168 mV 41 31

According to the experimental results, the Pt doped one exhibi-
ted the best catalytic performance among three with the smal-
lest overpotential of —185 mV at 10 mA cm™>. The Density of
States (DOS) simulation provided an explanation that the intro-
duction of Pt atoms into the Mo substitution site induced
more hybridized electronic states to occur near the Fermi level,
which enhanced the H adsorption ability of basal S atoms and
thus the catalytic performance for the HER (Fig. 2a and b).
Density functional theory (DFT) calculations are also
applied to calculate the Gibbs energy for hydrogen adsorption
(AGy-) of the catalytic or electrocatalytic system when doped
with different single transition metal atoms in order to predict
the overall trend. According to the Sabatier principle, the H
adsorption process is optimal when AGy- is close to zero.>*
When the value of AGy~ is too negative, the hydrogen atom
will bind too strongly onto the surface, which inhibits the sub-
sequent desorption process for the formation of H, gas until
thermal or electrical energy is supplied. In contrast, if the
value of AGy~ is too positive, the catalyst surface will not
favour the adsorption process for either the catalytic or electro-
catalytic processes. It should be noted that this principle offers
good predictive values to metallic phases with no impedance
or diffusional limitations imposed between the active sites. Pt
is known to be at the apex of the Sabatier volcano for H
species. On the other hand, for composite materials such as
SAC-MoS, one should consider the composite surface for the
H interactions. For unmodified single molecular 2H-MoS,
monolayers, the value of the Tafel slope (96 mV per decade)
indicated that H adsorption is predominately the RDS for the
overall HER. A plot of the reaction rate of 2H-MoS, when
doped with different metal atoms (in terms of exchange
current density) against their AGy~ in the HER was shown to
have a volcano shape with Pt at the apex, indicating the domi-
nant role of Pt compared to the 2H-MoS, *° (Fig. 2¢). The excel-
lent experimental results of Co-doped MoS, compared with
other metals further supported the volcano plot. This suggests
that this inexpensive non-noble metal can be effectively used
without much activity compromise compared to using Pt.
However, this work did not give a satisfactory explanation for
the surprisingly poor Ni performance, which is electronically
similar to Co atoms as they are neighbouring elements to each

This journal is © The Royal Society of Chemistry 2020
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other. Another independent work also studied how single tran-
sition metal atoms (Co, Ni, Ag, Cu) doped at the Mo atop sites
would affect the semiconducting 2H-MoS,, but with a some-
what different conclusion drawn. Co-MoS, was confirmed to
be the best HER catalyst among four transition metals with a
Tafel slope value of 92 mV per decade and an overpotential of
—300 mV at 10 mA ¢cm > (Table 2, entry 3).”” The DOS calcu-
lations suggested that Co dopants help shifting the conduction
band close to the Fermi level, which ultimately makes the sur-
rounding S atoms at the basal planes better active sites for H
adsorption. Also, no nice volcano relationship was noted when
considering theoretical electronic factors of the metal dopers.
The extended X-ray absorption fine structure (EXAFS) analysis
was in fact conducted to study the chemical environment of
the dopants. Interestingly, it was found that Co atoms
anchored at the Mo atop site did not form a Co-Mo bond due
to geometric constraint whereas the Ni-Mo formed negatively
influenced the local S atoms in terms of the H adsorption
ability. Thus, this clearly demonstrates that the metal doper
can have different interactions with the single molecular layer
MoS,. Therefore, basing solely on the electronic factor it is
difficult to predict the trend without considering the precise
position of the dopers and the steric constraints of the atoms
in the composite structures. Regardless, the two pieces of
research have interestingly shown that even when the same
metal atoms are doped, the different doping position (Mo sub-
stitution site and Mo atop site) will largely affect the electronic
properties of the resulting SAC-MoS, with 1H/2H polytypes.
For SAC-MoS, with 1T polytypes, Luo et al. suggested a sig-
nificantly much stronger interaction between the transition
metal doper and the 1T-MoS, support. They showed that the
inclusion of 1% Pd atoms into the 1T structure can dramati-
cally boost the HER activity (Table 2, entry 4).>® It is confirmed
by X-ray photoelectron spectroscopy (XPS), X-ray powder diffr-
action and EXAFS analysis that Pd atoms were successfully
grown at the Mo substitution sites (Fig. 3). It is also possible to
help create S defects during the synthesis. DFT calculations
suggested that the AGy of the S adjacent to Pd (Pd-S*-Mo)
exhibited an almost thermoneutral value of —0.02 eV. Similar
to the aforementioned metal atoms doped on 2H-MoS,, the
major function of Pd atoms helps activating the adjacent S
atoms (Pd-S*-Mo) at the basal plane of 1T-MoS,. As suggested
by the durability test, the highly stable Pd-S bonds also
provide overall stability, which is another important criterion
for a good heterocatalyst. However, it also should be noted that
since the metastable 1T polytype is just a distorted form of 2H
polytypes, both 1T and 2H polytypes will always coexist upon
the incorporation of heteroatoms. Most key research studies in
the literature have tended to neglect this important factor as
the degree of coexistence (1T:2H ratios) was usually not pro-
vided nor addressing their correlation with activity. Another
independent research work also studied the catalytic perform-
ance of Pd doped on 1T-MoS,. High-angle annular dark-field
scanning transmission electron microscopy (HAADF-STEM,
Fig. 4) combined with other structural characterisation tech-
niques and computational calculations suggested that the Pd
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Fig. 3 Structural analysis of 1%Pd-MoS, and MoS,. (A) Pd-3d XPS and (B) XRD spectrum of the 1%Pd-MoS,. Fourier transform of the k3-weighted
(C) Pd K-edge and (D) Mo K-edge of the EXAFS spectra. (E) Dark-field scanning transmission electron microscopy image of the 1%Pd-MoS,. Blue
and yellow dots represent Mo and S atoms respectively. The white line is the scale bar of 1 nm. (f) ESR spectra and (g) Raman spectra of 1%Pd-MoS;
and MoS.. (h) Bode spectra with a frequency range from 0.1 Hz to 10 kHz and an amplitude of 5.0 mV.28
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atoms are doped at the Mo atop site rather than the Mo substi-
tution site.”® The Tafel slope analysis and DFT modelling
reconfirmed that the H adsorption was readily facilitated by
the 1T surface and thus the Volmer step is not the RDS. More
importantly, the incorporated Pd atoms here could act as the
active sites to accelerate the rate limiting recombination step

10452 | Nanoscale, 2020, 12,10447-10455

(Heyrovsky step or Tafel step) to form hydrogen gas. Overall, it
was suggested that H adsorption would preferably take place
on the 1T surface. The H,,, then hopped to the single Pd
atoms to be recombined to H,. The difference in the roles of
the Pd atoms for the HER from these two different studies

probably originates from the two different doing positions due
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to their difference in synthetic methods used. The Pd atoms
substituting Mo atoms usually formed stable Pd-S bonds
which may offer steric hindrance to prevent any interactions
with the H,,, while uncoordinated Pd atoms at the Mo atop
site are electronically and spatially freely to undergo redox
reactions, making Pd-1T-MoS, a bifunctional catalyst for the
HER.

It is interesting to note that non-metal P atom doped 1T
MoS, nanosheets prepared by Liu and co-workers exhibited a
small Tafel slope of 34 mV per decade with an excellent over-
potential of 43 mV at 10 mA cm > (Table 2, entry 6). Their cata-
lytic performance is comparable to that of Pt doped graphene
(with an overpotential of 45 mV and a Tafel slope of 29 mV per
decade) which is considered to be one of the best SAC electro-
catalysts reported.>® The DFT calculation suggested the possi-
bility that the P atoms incorporated at S substitution sites (S
vacancy sites) could both act as new main active sites for H
adsorption and activate the basal S atoms of MoS, at the same
time. This offers a new opportunity to develop a non-metal
based catalyst with no metal leaching issues during electrolysis
of water at high potentials. The DOS and partial DOS simu-
lations also suggested that more electronic states are shifted
near the Fermi level after introducing P atoms (Fig. 5), which
ultimately increased the electrical conductivity at the basal
plane for an enhanced HER. In contrast, non-metal N atoms
doped at the Mo substitution site once again did not directly
participate in the HER but helped activate the surrounding S
atoms to be more active for the H adsorption (Table 2, entry 7).
Similarly, more DOS can be observed at the Fermi level when
N atoms were embedded into MoS,, which also increases the
electrical conductivity of basal sites. This once again reinforces
the emphasis on how important the nature of the doper and
the doping position can be when tailoring the SAC-MoS, for
hydrogen reduction.
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Fig. 5 (a) Total DOS of pure MoS, and P doped MoS,. (b) Partial DOS of
P-MoS,. (c) Partial DOS for S atoms. The vertical grey lines represent the
Fermi level. (d) Partial charge density of P-MoS, when doped with 0-3 P
atoms.
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5. Conclusions

The effective use of catalyst components to convert substrate
molecules to a product is important in catalysis. As stated, the
use of SACs on 2D materials is a hot topic of research due to
their high characteristic surface area to volume ratios and the
electronic and steric influence on catalytically active atoms can
be made clearer over these defined nanostructures. However,
at this early stage, there are still limited amounts of high-
quality data with corresponding details of experimental ana-
lysis, and computational calculations to lead to the under-
standing of the catalyst structure and activity relationship at
the atomic level.

Here, through reviewing some selected key publications of
SAC-MoS, for the HER, we can draw some conclusions with
new insights into the otherwise commonly used term ‘metal-
support interactions’ in heterogeneous catalysis. Also, under-
standing the HER over the catalyst surface for H, production
from water is also very important in developing new catalytic
technologies to harness renewable energies. It is shown that
the polytypes of 2D MoS, (the specific support material with
characteristic structure and properties), the choice of single
heteroatoms (i.e. both metal or non-metal atoms), and the
doping position (defined site for specific electronic and steric
perturbation) are the three most important factors for decid-
ing the catalytic performance of the resulting SAC-MoS, in
the HER. Conventional electrochemical scan tests and
volcano plots can be used to gauge which metal dopants on
the 2H-MoS, support could potentially help enhancing the
overall HER performance. DFT modelling is important to
characterise the electronic and steric properties of the atoms
as the catalyst as well as the influence from the support.
However, such a trend can subtly be changed if the chemical
nature of dopers, relative sizes, and dwelling positions are
altered. As a result, atomic positions on defined structures
with defined interactions are required to obtain further
understanding of structure-activity relationships. Specifically
to the HER, the heteroatoms that replace Mo atoms can acti-
vate the adjacent in-plane S atoms for H adsorption which
ultimately enhance the ability for H adsorption. They are
anticipated to be more stable and durable in position since
they are stably embedded into the MoS, structure, whereas
heteroatom doping at the Mo atop sites or S vacancy sites
through interacting with the outer S layers can act as the
active sites themselves and also activate the surrounding S
through electronic perturbation for the HER. In the case
where the basal S atoms have already been activated for H
adsorption by other reasons, for example the heteroatoms are
doped on a S defect rich 1T-MoS,, the heteroatoms may
become the active sites for recombination of H, to H, if pre-
ferable. Overall, all these parameters could be tailored by
choosing the correct synthetic methods, which makes
SAC-MoS, an interesting material for various electrochemical
applications. This also provides insight into developing other
2D nanomaterials confined with different heteroatoms for
various catalytic uses.
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