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Introduction

Core—multi-shell design: unlocking multimodal
capabilities in lanthanide-based nanoparticles as
upconverting, To-weighted MRI and CT probesf

Nan Liu, ©2@ Christian Homann, 2@ Samuel Morfin,® Meghana S. Kesanakurti,
Nicholas D. Calvert,®¢ Adam J. Shuhendler, (2 2<? Tom A[° and Eva Hemmer () *?

Multimodal bioimaging probes merging optical imaging, magnetic resonance imaging (MRI), and X-ray
computed tomography (CT) capabilities have attracted considerable attention due to their potential bio-
medical applications. Lanthanide-based nanoparticles are promising candidates for multimodal imaging
because of their optical, magnetic and X-ray attenuation properties. We prepared a set of hexagonal-
phase (B)-NaGdF,4:Yb,Er/NaGdF4/NaDyF, core/shell/shell nanoparticles (Dy-CSS NPs) and demonstrated
their optical/T,-weighted MRI/CT multimodal capabilities. A known drawback of multimodal probes that
merge the upconverting Er**/Yb** ion pair with magnetic Dy3+ ions for T,-weighted MRI is the loss of
upconversion (UC) emission due to Dy** poisoning. Particular attention was paid to controlled nano-
particle architectures with tuned inner shell thicknesses separating Dy** and Er®*/Yb** to shed light on
the distance-dependent loss of UC due to Yb®** — Dy®* energy transfer. Based on the Er¥* UC spectra
and the excited state lifetime of Yb**, a 4 nm thick NaGdF, inner shell did not only restore but enhanced
the UC emission. We further investigated the effect of the outer NaDyF, shell thickness on the particles’
magnetic and CT performance. MRI T, relaxivity measurements in vitro at a magnetic field of 7 T per-
formed on citrate-capped Dy-CSS NPs revealed that NPs with the thickest outer shell thickness (4 nm)
exhibited the highest r, value, with a superior T, contrast effect compared to commercial iron oxide and
other Dy-based T, contrast agents. In addition, the citrate-capped Dy-CSS NPs were demonstrated suit-
able for CT in in vitro imaging phantoms at X-ray energies of 110 keV, rendering them interesting alterna-
tives to clinically used iodine-based agents that operate at lower energies.

of its major drawbacks is the low penetration depth of light.
In contrast, magnetic resonance imaging (MRI) and X-ray com-

Biomedical imaging plays a critical role in health and life
sciences, from basic research to diagnostics and treatment."?
Among the various imaging techniques currently available to
healthcare providers and researchers, optical imaging allows
for the investigation of time-dependent biological phenomena
with high spatial imaging resolution and sensitivity. Yet, one
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puted tomography (CT) imaging come with the advantage to
provide physiological and anatomical information with unlim-
ited penetration depth. However, their relatively low spatial
resolution and sensitivity remain a challenge.* Merging the
advantages of each imaging technique on its own, multimodal
approaches have been proposed. In this vein, multifunctional
nanoparticles (NPs) exhibiting properties suitable for two or
more imaging modalities bear great potential as bioprobes
enabling multimodal imaging.®'° These multimodal imaging
probes may provide more precise diagnosis and monitoring of
disease progression through integrating several imaging mod-
alities with different properties into one nanoparticle
platform."

Lanthanide (Ln)-based materials are promising candidates
for multimodal imaging probes because of their optical, mag-
netic, and X-ray attenuation properties.>”'>"* Ln-based
materials exhibit unique optical properties due to their capa-
bility to emit UV and visible light (upconversion) as well as
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near-infrared (NIR) light (downshifting) when excited with NIR
light (e.g. 980 or 808 nm)."*® Compared to conventional
optical probes excited with UV-visible light, the use of NIR
light provides several advantages, such as deeper penetration
depth, weak autofluorescence, minimal photobleaching, and
low phototoxicity.'®'” In addition, gadolinium- (Gd**) and dys-
prosium- (Dy*") based materials have attracted growing atten-
tion as MRI contrast agents (CAs) because of their character-
istic magnetic properties. Owing to the Gd** 4f” electron con-
figuration, Gd>**-based chelates are commonly used as MRI T;
CAs."®'® Gd**-based NPs have also been widely investigated as
alternatives to chelates due to their longer blood circulation
time and large density of Gd** ions on their surface, which
dramatically increases the concentration of the contrast-pro-
viding species in the region of interest.”*>* On the other
hand, clinically used MRI T, CAs are based on iron oxides,
which, however, suffer from magnetization saturation at high
magnetic fields (greater than 3 T).>* Dy*" is a suitable candi-
date for high-field 7, CAs due to its relatively large magnetic
moment (10.643) and short relaxation time, without saturation
of the magnetization even at high magnetic fields up to
11.7 T.>>*® High-field MRI is gaining increasing attention due
to its higher spatial resolution and signal-to-noise ratio,
holding potential for more effective diagnostic imaging.?®*°
Therewith comes the raising demand for suitable high-field T,
CAs.

Ln-based NPs as optical/T; imaging probes combining
luminescent Ln** (e.g. Er’*", Tm*", Nd**, Ho*") and magnetic
Gd’" ions have been widely studied.”***> However, there are
only a few reports about multimodal probes that combine
optical and T, imaging capabilities.>**** A main reason for
the slow development of optical/T, probes based on Ln** ions
may be the severe quenching effect of Dy** on the UC lumine-
scence, thus, hampering the probe’s optical performance.** In
order to circumvent the UC poisoning effect of Dy>* ions,
some studies suggested to physically separate Dy** from the
luminescent Ln** ions, e.g. Er*" or Tm>".>%3373 For instance,
Su et al. synthesized NaGdF,:Yb,Er/NaDyF, core/shell (CS) NPs
and found that the UC emission intensity of Er** decreased
upon shelling with NaDyF, because of the quenching effect of
the Dy** ions.*! To overcome this issue, Biju et al. proposed a
strategy based on a lower Dy’" concentration in the shell by
preparing NaGdF,:Yb,Er/NaYbF,:Dy NPs with 38 mol% Dy**
doped into the shell. While UC emission could be partially
restored, the emission intensity still dropped by 27% com-
pared to that of CS NPs with an undoped NaGdF, shell.’?
Moreover, reducing the amount of Dy’ ions might not be
advantageous when aiming for additional T, imaging capabili-
ties. The introduction of an intermediate CaF, shell as a separ-
ating barrier between Dy** and the emitting Ln*" ions was
introduced by Li et al. A 2.3 nm thick inert shell between the
upconverting Tm** ions in the core and the Dy*" ions in the
outer shell (NaYbF,:Tm/CaF,/NaDyF, core/shell/shell (CSS)
architecture) allowed for UC emission intensities of Tm®" as
high as those from NaYbF,:Tm/CaF, CS NPs.” This and related
work demonstrated the high promise of the CSS architecture
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design as a strategy towards optical/T,-weighted MRI probes
based on upconverting Ln*" and Dy** ions.®

In addition, the potential of Ln-based NPs as CAs for CT
imaging applications has been demonstrated,*® given their
relatively higher X-ray attenuation coefficients compared to
clinically used iodine-based CAs (I: 1.9, Gd: 3.1, Dy: 3.4, Yb:
3.9 cm® g7 at 100 keV 7). The higher X-ray attenuation coeffi-
cient of these Ln-based NPs can confer higher efficacy than
that of iodine-based CAs, thus, expecting to provide an equi-
valent contrast at a lower dose compared to the iodine-based
CAs. This reduced dose requirement is highly beneficial in a
contrast agent as it may reduce potential adverse effects in
patients in clinical applications."***

The overarching goal of this work was to design Ln*"-based
nanoparticle probes that merge the manifold properties of the
Ln*" ions into one multimodal imaging agent that has UC, T,-
modulating, and CT capabilities. Inspired by previous work, here,
we designed a set of CSS NPs, ie., hexagonal (B)-phase NaGdF,:
Yb,Er/NaGdF,/NaDyF, (Dy-CSS, Fig. 1A). Particular attention was
paid to the establishment of new protocols for the controlled
shell growth via a rapid and straightforward microwave-assisted
route. The adjustment of the inner and outer shell thicknesses
allowed to (i) shed light on distance-dependent Dy** quenching
effects and energy transfer mechanisms as well as (ii) assess the
effect of shell thickness on 7, MRI and CT performance. As a
result, Dy-CSS NPs were obtained with not only restored but
enhanced UC emission as well as superior 7, and CT capabilities
compared to previously reported nanoparticle architectures and
common CAs, holding potential as a multimodal imaging probe.

Results and discussion
Synthesis and structural characterization of Dy-CSS NPs

A set of oleate (OA)-capped Dy-CSS NPs was successfully syn-
thesized using a modified version of the microwave-assisted
protocol previously established by our group.?** Control over
the shell thickness in multi-shell Ln-NPs is crucial to optimize
their performance and to understand structure-property
relationships. While the microwave-assisted route was pre-
viously reported as suitable for simple core/shell architectures,
stringent control over shell thicknesses and the synthesis of
core/multi-shell systems remained a challenge. Here, we
demonstrate that the adjustment of the ratio between core NPs
acting as seeds for shell growth and shell precursor (Gd-TFA)
in the reaction mixture allowed to tune the thickness of the
undoped NaGdF, shell on the Er/Yb-co-doped core from ca. 3
to 4 and 6 nm, respectively (Fig. 1, Fig. S1 and Table S1%).
Following the same strategy, the thickness of the outer NaDyF,
shell of the CSS Dy-NPs could be controlled (vide infra). A
detailed description of the synthesis of the CSS NPs — hereafter
labelled as *"™Dy-CSS*™™, *"™Dy-CSS*™™, and ®"™Dy-CSS*™™,
whereas the first and second superscript indicate the thickness
of the inner and outer shell, respectively - is provided in the
Experimental section. X-ray diffraction (XRD) analysis con-
firmed that all the Dy-CSS NPs were of pure hexagonal phase
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Fig. 1 (A) Schematic illustration of the core/shell/shell Dy-NP architecture proposed as multimodal optical/T,/CT probe. (B—D) TEM images and
sizes of OA-capped (1) core 3-NaGdF4:Yb,Er, (2) core/shell p-NaGdF4:Yb,Er/NaGdF,4, and (3) core/shell/shell f-NaGdF,4:Yb,Er/NaGdF,/NaDyF, NPs.
The NaGdF, inner shell thickness and NaDyF, outer shell thickness are indicated in brackets. Core sizes and outer shell thicknesses were kept com-

parable, while the thickness of the inner shell increased from (B) to (D). The

of NaGdF, and NaDyF, (Fig. S21). The morphology and size of
core, CS and CSS NPs were examined by transmission electron
microscopy (TEM). As shown in Fig. 1B-D and Fig. S3,1 all NPs
were monodisperse with narrow size distributions. The
obtained NaGdF, core NPs, co-doped with 2 mol% Er’*" and
20 mol% Yb** to induce luminescent properties, exhibited a
spherical morphology with an average diameter of ca. 5.4 nm.
Growing an undoped NaGdF, shell resulted in CS NPs of 11.3
+ 0.3 nm, 12.8 + 1.0 nm, and 17.0 + 1.1 nm, with controlled
shell thicknesses of ca. 3, 4, and 6 nm. Further growth of a ca.
2.7 nm thick NaDyF, outer shell to introduce Dy** ions for T,-
weighted MRI led to overall NP sizes of 17.3 + 1.3 nm, 18.1 +
1.1 nm, and 22.0 = 1.3 nm for *"™Dy-CSS*"™, *"™Dy-CSS*"™,
and °"™Dy-CSS*"™, respectively. Importantly, the core size and
outer shell thickness of the obtained Dy-CSS NPs were kept
comparable among the three NP architectures, while three
different inner shell thicknesses were introduced. Such control
of the CSS architecture allows for the investigation of the
efficiency of the inner barrier layer between the Er**/Yb*" ions
in the core and the Dy*" ions in the outer shell.

Optical properties of Dy-CSS NPs

The upconversion (UC) luminescence properties of the
obtained NPs, dispersed in toluene, were investigated under
980 nm excitation. As shown in Fig. 2(A-1), the emission
spectra of *"™Dy-CSS*™™ and their corresponding core/shell
(**™CS) and core NPs exhibited characteristic upconversion
emission peaks in the green and red spectral regions ascribed
to the Hyqyp = *Lis (520 nm), *S;, — *Li5 (540 nm), and
*Fg;, = “I15, (650 nm) Er*" transitions. The low emission

19548 | Nanoscale, 2023, 15, 19546-19556

50 nm scale bar applies to all TEM images.

intensity obtained from core NPs was no surprise given the
very small NP size (ca. 5 nm) resulting in severe surface
quenching. When adding a 3 nm undoped NaGdF, shell, as
expected, the emission intensity increased, reducing surface
quenching effects.’” However, the addition of an additional
outer NaDyF, shell (**™Dy-CSS*"™ NPs) resulted in lower UC
emission intensities than obtained for **™CS NPs without the
NaDyF,. The observed loss (ca. 50% for both the green and red
emissions) indicated that an inner shell of 3 nm thickness was
not sufficient to protect the emitter pair Er’*/Yb®* from the
Dy** quencher. Previous studies reported that an inner CaF,
shell as thin as 2.3 nm was suitable to restore the UC emis-
sion,” while in our study, emission loss was observed with a
3 nm inner NaGdF, shell. This might be explained by potential
cation intermixing in the Dy-CSS NPs taking place during shell
growth, resulting in the distribution of Ln*" dopant ions (i.e.,
Er*" and Dy*') into the nominally undoped shell.*>*' As
expected, growing a thicker inner shell of 4 nm on core NPs
significantly increased the UC emission intensity, **™CS NPs
showing an overall 2000 times higher UC intensity than core
NPs (Fig. 2(A-2)). Most interestingly, no loss of UC was
observed upon the addition of an outer NaDyF, shell. The
obtained *"™Dy-CSS*™™ NPs exhibited not only restored UC
emission but an UC enhancement by more than 100% for the
green and by ca. 270% for the red emission compared to their
respective *"™CS NPs. This result indicated that an inner
NaGdF, shell of at least 4 nm in thickness was required to
overcome the Dy**-induced loss of UC.

Possible quenching processes caused by Dy’ were pre-
viously proposed by Zhang et al. based on steady-state UC

This journal is © The Royal Society of Chemistry 2023
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Fig. 2 (A) UC spectra of OA-capped *"MDy-CSS*"™ (1), “"™Dy-CSS*™™ (2), and ®"™Dy-CSS*™™ (3) NPs (blue) as well as their corresponding core
(green) and CS (pink) NPs. All spectra were obtained under 980 nm laser excitation. Power density = 6.0 W cm™2, [NP] = 5 mg mL™ in toluene. (B)
Partial energy level diagram for Er**/Yb®* and Dy**, schematically showing how the addition of an inner shell physically separates Er*/Yb** from
Dy3+ ions, thus, preventing Dy**-induced loss of the UC. Solid lines are radiative transitions, dotted lines indicate energy transfer, and wavy lines are
non-radiative transitions. (C) Luminescence decay curves of the Yb** emission under 980 nm excitation obtained from core, CS, and CSS NPs.

spectroscopy.” As schematically shown in Fig. 2B, in close
vicinity to Dy*" ions, the °Fs, excited state of Yb®" and the
1,1/, excited state of Er’" can be depopulated via resonant
energy transfer to the excited °Hs, level of Dy*" (steps (a) and
(b)). This depopulation of the excited Yb*" and intermediate
Er’** levels compromise efficient UC to the emitting Er** levels
(step (c)), ultimately resulting in loss of UC emission. The
added inner shell acts as a barrier hampering the Yb** (and
Er’") » Dy*" energy transfer, restoring Er** UC. In order to
confirm the UC loss mechanism, two reference samples were
synthesized, namely, cubic (a)-phase NaDyF,:Yb,Er core NPs
and B-phase NaGdF,:Yb,Er/NaDyF, NPs (Dy-CS) (Fig. S4t). As
shown in Fig. S5,} not surprisingly, the emission of Er*" was
completely lost when the emitting Ln*" ions were co-doped
into the NaDyF, host. UC loss still took place upon separation
of Er¥'/Yyb*" and Dy’" into the P-NaGdF,:Yb,Er core and a
NaDyF, shell (Dy-CS).

Confirmation of the proposed quenching mechanism was
obtained by determining the excited state lifetime of Yb** in
the series of core, CS and CSS NPs under investigation.
Therefore, the time-dependent emission of Yb>" under 980 nm
excitation was monitored at the shoulder of the ion’s emission
at 940 nm.*>*

The decay curves and respective lifetime values are given in
Fig. 2C and Table 1. The small core NPs exhibited a relatively

This journal is © The Royal Society of Chemistry 2023

Table 1 Lifetime values extracted from the decay curves of the Yb**
emission under 980 nm

Sample Inner shell thickness (nm) Lifetime (ps)
Core NA 25.5
snm, ca. 3 33.3
rmpy.Ccss 26.1
anmeg ca. 4 207.6
nmpy-cssitm 175.8
enmeg ca. 6 251.3
enmpy.cssitm 207.6

short lifetime of 25.5 ps due to surface quenching, which was
slightly prolonged to 33.3 pus when an undoped shell of 3 nm
was added (**™CS). Yet, growth of an additional NaDyF, shell
shortened the lifetime to 26.1 ps (*"™Dy-CSS*™™). This
decrease in lifetime is in line with the reduced Er** emission
(Fig. 2(A-1)). As expected, the addition of a thicker undoped
NaGdF, shell led to a significantly longer lifetime (*"™CS:
207.6 ps). The observed increase in UC emission intensity
upon growth of an additional outer NaDyF, shell (**™Dy-
CSS*™™) suggests efficient shielding of the Yb**/Er** ion pair
from Dy’" (Fig. 2(A-2)) as well as additional protection against
surface loss processes. Hence, a prolonged Yb*"* lifetime might
be expected. Conversely, the decay time decreased to 175.8 ps
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for *"™Dy-CSS*™™ NPs, indicating continuous depopulation of
the *Fs;, Yb*" level by Dy*" ions. To assess whether an even
thicker undoped shell could fully overcome energy transfer to
Dy*", the optical properties of **™Dy-CSS*™™ NPs with a ca.
6 nm thick inner shell were analyzed. As expected, emission
spectra did not indicate any UC poisoning effect of Dy**, and
the sample exhibited the strongest emission intensity among
all the investigated NPs due to its overall thick shell (NaGdF, +
NaDyF,: 8.2 nm) (Fig. 2(A-3)). Still, time-dependent measure-
ments revealed that energy transfer to Dy’ was not fully sup-
pressed, as indicated by the shortening of the Yb®" lifetime
upon shelling with NaDyF, (251.3 ps for **™CS versus 207.6 ps
for ®*™Dy-CSS*™™). The influence of the NaDyF, shell on the
UC emission was further demonstrated by power-dependent
photoluminescence spectroscopy. Power plots and a brief dis-
cussion are provided in the ESI (Fig. S6t). Overall, based on
the Er*" emission spectra and Yb*" lifetimes of *"™Dy-CSS*"™
and °"™Dy-CSS*™™, a 4 nm inner shell thickness was deemed
sufficiently efficient to suppress the most severe Dy**-induced
UC loss, resulting in bright UC emitters, despite some remain-
ing energy transfer from Yb*" to Dy**. Herein, the increased
shell thickness is suggested to play a dual role. First, the Yb**
— Dy’* energy transfer is hindered by the barrier layer, result-
ing in more efficient UC to the Er*" emitting levels. Second,
the overall shell (NaGdF, + NaDyF,) around the emitting core
reaches a thickness that was previously reported as highly
efficient in reducing non-radiative depopulation of the emit-
ting Er*" levels, which is supported by increasing lifetimes of
the green (*S;,,) and red (*Fo),) emitting excited states (Fig. S7
and $81).** Ultimately, both aspects together result in not only
restored but enhanced UC emission, demonstrated here - to
the best of our knowledge - for the first time.

To explore the effect of the NaDyF, shell on the probes’ per-
formance, particularly MRI T, and CT capabilities (vide infra),
additional Dy-CSS NPs were synthesized. Given the good
optical performance of *"™Dy-CSS*™™, exhibiting a ca. 4 nm
thick inner shell, two samples with an outer NaDyF, shell of
varying thickness on *"™CS NPs were synthesized. This
resulted in a total set of three samples of comparable core size
and inner shell thickness, yet, varying outer shells of ca. 1 nm
(*"™Dy-CSS™™), 3 nm (*"™Dy-CSS*™™), and 4 nm (*"™Dy-
CSS*™™), respectively (Table S1t). The morphology, size, crys-
talline phase, and UC spectra of these samples are shown in
Fig. S9-511.%

Rendering the NPs water-dispersible: citrate-capping

To explore MRI and CT capabilities, the OA-capped NPs were
transferred to the aqueous milieu by ligand exchange with tri-
sodium citrate molecules.””** The successful citrate capping
was confirmed by Fourier transform infrared (FTIR) spec-
troscopy, and the morphology and the crystalline phase
remained (Fig. S127). The cytotoxicity of Cit-**"Dy-CSS*"™ NPs
against human lung adenocarcinoma cells (A549) was assessed
using the flow cytometry assay. As shown in Fig. S13, the cell
viability remained 95% for all NP concentrations, indicating
low cytotoxicity of citrate-capped NPs at concentrations below

19550 | Nanoscale, 2023, 15, 19546-19556
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500 pg mL'. Despite some expected loss of photo-
luminescence intensity upon dispersion of the NPs in water
compared to their OA-capped counterparts in toluene,
Cit-*"™Dy-CSS**™ NPs still showed bright UC emission and
NIR emission at 1570 nm, which stems from the *I,3,, — “I;5,
Er*" transition (Fig. S14t). Moreover, the NPs exhibited good
luminescence stability after incubation in water and phos-
phate-buffered saline (PBS) for 24 h at 37 °C (Fig. $151). Er**-
doped UC emitters are well-known for their suitability to act as
ratiometric nanothermometers, using the luminescence inten-
sity ratio (LIR) between the two green emission bands as the
thermal parameter.*® While nanothermometry was not the
major focus of this study, we stepped forward to briefly explore
this avenue, assessing the potential of the prepared NPs for
thermal sensing and imaging. Temperature-dependent
measurements from 15 to 50 °C unveiled decent thermal
sensing behavior in the physiologically relevant temperature
range, with a relative thermal sensitivity S, of 1.1% °C™" at
40 °C. Data and a short discussion are provided in the ESI
(Fig. S16%).

Citrate-capped Dy-CSS NPs for MR imaging

The Dy*" ion has the potential to be a T,-weighted MRI con-
trast agent due to its high magnetic moment. To study the
effect of the NaDyF, shell thickness of the obtained Cit-Dy-CSS
NPs on T, contrast performance, T, and T; relaxivities (r, and
r1) were measured at 7 T. As shown in Fig. 3A, the T,-weighted
MRI signals obtained from Cit-Dy-CSS NPs changed from
brighter to darker when the concentration of Dy*" increased,
indicating the potential of these NPs to act as T, contrast
agents. The relaxivity values were extracted from the slopes of
the linear fits of the relaxation rates R, and R, (=1/T, and 1/T;)
against the molar concentration of Dy*" ions of the NP disper-
sions as obtained from inductively coupled plasma optical
emission spectroscopy (ICP-OES) (Fig. 3B — r,; Fig. S171 - ry;
all values are summarized in Table 2). Similar r, values were
obtained for Cit-*""Dy-CSS'™™ (260.0 mM™' s') and
Cit-*"™Dy-CSS*™™ NPs (256.9 mM™' s7), while a significant
increase of r, to 442.1 mM™' s was observed when the
NaDyF, shell thickness increased to 4 nm (Cit-*""Dy-CSS*"™).
This increase in r, was ascribed to the increasing amount of
Dy*" ions in the sample upon growth of a thicker outer shell,
resulting in a higher Dy**-to-Gd®* ratio (Fig. S187). Larger par-
ticle sizes have previously been reported to result in more pro-
nounced T, contrast enhancement, as demonstrated for
different-sized NaDyF, NPs.””*® Even though the direct com-
parison with data from the literature is difficult given the
different NP architectures under investigation (CSS in this
study versus previously investigated core-only NPs), the larger
size of the Cit-""™Dy-CSS*™™ NPs might also contribute to the
observed T, contrast enhancement. On the contrary, the r;
values decreased with increasing NaDyF, shell thickness
(Fig. S17% and Table 2). It is important to recall that NdGdF,
was used as host matrix for the core and inner shell of the
CSS-NPs. Gd** ions are well known for their T; MRI capabili-
ties when in close vicinity to water protons. Thus, the Gd**

This journal is © The Royal Society of Chemistry 2023
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Fig. 3 (A) T,-Weighted MR images of Cit-Dy-CSS NPs with varying NaDyF, outer shell thickness (Cit-*""Dy-CSS'™™, Cit-*""Dy-CSS*"™ and
Cit-*"mDy-CSS*"™) as a function of the Dy** concentration. (B) Relaxation rate R, (=1/T,) of water protons plotted against the molar concentration

of Dy** at 7 T. Solid lines are linear fits.

Table 2 Relaxivity values r, and r; of Cit-Dy-CSS NPs at 7 T. Relaxivity
values and the associated errors were obtained from the linear fitting
procedure of the data sets reported in Fig. 3 and S17, S19%

Sample Size (nm) (MM s (MmMT'sTY  r/n

MMpy-cSS™™  16.9 260.0 + 9.8 6.5+0.1 40.0
nmpy.CcssPt™  18.1 256.9 + 17.7 4.6+0.1 55.8
"Mpy-csst™™  21.9 442.1 +22.1 3.3+0.2 134.0
MMpy-CsSSPT™  22.0 116.0 + 10.0 2.5+ 1.1 46.4

ions in the core and inner shell might influence the overall
MRI performance of the CSS-NPs. Indeed, the highest r; value
was obtained for Cit-*""Dy-CSS'"™ NPs with a very thin outer
shell. Such thin shelling might be less efficient and prone to
cation intermixing, resulting in Gd** ions close to the NP
surface where they can interact with water protons, contribut-
ing to higher r; value. Thicker NaDyF, shells provided greater
shielding of the Gd** ions in the inner shell, resulting in lower
r, values. Overall, the resultant r,/r; ratios increased from 40.0
to 55.8 and 134.0 with increasing NaDyF, shell thickness. As
larger r,/r; ratios provide for higher signal-to-noise and more
robust contrast enhancement in T,-weighted images,”
Cit-""™Dy-CSS"™™ NPs with the thickest outer shell are the
most promising among the studied 7, MRI CA candidates.

The effect of the inner NaGdF, shell thickness on the T,
contrast behavior was also investigated. As shown in Fig. S19,f
Cit-""™Dy-CSS**™ NPs exhibited a higher r, value (256.9 mM™"
s™") than Cit-°""Dy-CSS**™ NPs (116.0 mM™~" s™'), which can
be ascribed to the relatively higher Dy** content in the sample
(Fig. S18%). In line, a larger r,/r; ratio was obtained for
Cit-""™Dy-CSS*™™ (55.8) than for Cit-*"™Dy-CSS*"™ (46.4) NPs,
demonstrating the importance to not only tune the outer
NaDyF, but also inner NaGdF, shell.

Noteworthy, all the r, values of Cit-Dy-CSS NPs are higher
than those of commercial iron oxide-based T, contrast agents

This journal is © The Royal Society of Chemistry 2023

(Combidex: 60.0 mM™" s, Feridex: 93.0 mM ™" s™') and other
. 5,10,26,27,35,47-54
comparable sized Dy-based NPs (Table S2t).
These observations are promising with respect to the potential
use of Dy-CSS NPs T, CAs. Particularly, high relaxivity CAs are
generally considered beneficial as they can allow for the
administration of lower doses, ultimately contributing to lower
toxicity risks.>

Citrate-capped Dy-CSS NPs for CT imaging

Owing to the relatively high K-edge values and X-ray attenu-
ation coefficients of the Ln ions, Cit-Dy-CSS NPs hold potential
for CT imaging. To assess their CT contrast performance, we
first used X-ray spectrometry (Fig. S207) to compare the X-ray
absorption efficacy of Cit-Dy-CSS NPs to that of iohexol (a
widely used clinical CT CA). With the iodine K-edge at 33.3
keV, iohexol absorbs X-ray photons most effectively in the
range 35-50 keV.’® In comparison, Cit-Dy-CSS NPs absorb
more photons in a higher energy region (50-120 keV) due to
the higher K-edge values of Gd (50.2 keV) and Dy (53.8 keV). In
an alternative approach to demonstrate the X-ray absorption
behavior of iohexol and Cit-Dy-CSS NPs (Cit-*"™Dy-CSS*"™,
Cit-""™Dy-CSS*"™), radiography imaging was performed across
a range of X-ray source voltages from 70 to 120 kV. These vol-
tages are consistent with conditions used in clinical appli-
cations. As shown in Fig. S21A,T CT values (Hounsfield units,
HU) for iohexol were highest at a source voltage of 70 kV, fol-
lowed by a continuous decrease with voltage increase to 120
kv. This is expected given the optimized performance of
iohexol at lower energies.>” On the contrary, the CT values of
Cit-Dy-CSS NPs displayed an initial increase in CT values when
the voltage increased from 70 to 110 kV, followed by a decrease
at 120 kv (Fig. S21B/C¥). This decrease in CT values at higher
voltage was caused by the mismatch of the K-edge values of Gd
and Dy in the high-energy region. The highest CT value
obtained for Cit-*"™Dy-CSS*"™ NPs at 110 kV was 1080 HU
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Fig. 4 (A) CT images of Cit-Dy-CSS (Cit-*""Dy-CSS'™™, Cit-*""Dy-CSS*"™, and Cit-*""Dy-CSS*"™) NPs and clinically used CT CA iohexol at different
concentrations. (B) CT values for different concentrations of Cit-Dy-CSS NPs dispersed in water and iohexol solutions. Solid lines are linear fits.

(Ln** ion concentration, i.e., sum of Gd**, Dy**, Yb** and Er**
= 94.2 mM) compared to 850 HU of iohexol (I" ion concen-
tration = 157.6 mM). Normalization of the CT values to the
concentration of the corresponding contrast agent, revealed
more than two-times higher values for the Cit-Dy-CSS NPs
than for iohexol between 100 and 120 kV (Fig. S21D7). These
findings demonstrate the potential of Cit-Dy-CSS NPs as CT CA
candidates with higher contrast efficacy compared to iohexol
at 110 kv and the advantage that X-rays optimized for the
K-edge of the Ln** have lower potential for tissue damage than
those optimized for the K-edge of iodine.*®

Encouraged by the results of radiography imaging, CT
phantom imaging measurements of Cit-Dy-CSS NPs and
iohexol were performed at 110 kV. Herein, samples with
thinner and thicker NaDyF, shells were investigated to assess
any potential effect that the outer shell thickness might have
on CT performance. As shown in Fig. 4A, with similar CA con-
centrations, all Cit-Dy-CSS NPs produced brighter CT signals
than iohexol. The obtained CT values increased linearly with
the concentration for Cit-Dy-CSS NPs and iohexol (Fig. 4B),
and the slopes extracted from the linear fits are shown in
Table 3. Among the three Cit-Dy-CSS samples, the slope values
increased with the NaDyF, shell thickness increasing from
1nm to 4 nm (9.4 + 1.3 HU mM ™" for Cit-*""Dy-CSS""™, 11.4 +
0.5 HU mM™* for Cit-*"™Dy-CSS*™™ and 13.1 + 0.05 HU mM™*
for Cit-"""Dy-CSS*"™). These findings can be ascribed to the

Table 3 CT capabilities of Cit-Dy-CSS NPs and iohexol solution
measured at 110 kV

Sample Size (nm) Slope of the linear fit (HU mM ™)
mpy-csstt™ 16.9 9.4 £ 0.03

anmpy.cssI ™ 18.1 11.4 0.5

nmpy.cssttm 21.9 13.1 + 0.05

Iohexol — 5.8+1.3
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relatively larger amount of Dy*" with increasing NaDyF, shell
thickness, resulting in a higher Dy**-to-Gd*" ratio (Fig. S187),
ultimately allowing for higher X-ray attenuation. Noteworthy,
all the slope values obtained from Cit-Dy-CSS NPs were higher
than that of iohexol (5.8 + 1.3 HU mM ™), indicating that Cit-
Dy-CSS NPs exhibit higher contrast efficacy than iohexol.

Conclusions

With the goal to design a NP candidate to act as multimodal
probe that merges upconversion and 7, MRI capabilities, a set
of Dy-CSS NPs doped with Er and Yb was synthesized using a
microwave-assisted approach. Careful tuning of the microwave
reaction conditions allowed for controlled inner shell thick-
nesses from ca. 3 to 6 nm. Such control is crucial to physically
separate the luminescent Er**/Yb®" ion pair in the core from
the magnetic Dy** ions in the outer shell, ultimately prevent-
ing UC loss. The mechanism of UC loss was investigated in
detail by evaluating the Er*" upconversion intensities and the
excited state lifetimes of Yb*" and Er*" as a function of the
inner shell thickness. Based on the Er** emission spectra and
Yb** lifetimes, an isolating 4 nm inner shell between the emit-
ting core and the NaDyF, outer shell suppressed energy trans-
fer from Yb®>" to Dy**, followed by Dy**-mediated energy
migration and loss at the NP surface. As a result, UC excitation
of the Er** ions was restored, and enhanced UC emission was
observed upon addition of the outer NaDyF, shell. Noteworthy,
the microwave-assisted strategy led to CSS architectures, while
keeping the overall NP size close to 20 nm. In addition, the
effect of the outer NaDyF, shell thickness on the particles’
magnetic and CT performance was investigated. MRI T, relax-
ivity measurements performed in vitro at 7 T on Cit-Dy-CSS
NPs revealed that the Cit-""™Dy-CSS*™™ NPs with the thickest
outer shell (4 nm) exhibited the highest r, value and r,/r; ratio,
indicating a superior T, contrast effect compared to commer-
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cial iron oxide-based CAs and other Dy-based 7, CAs. In
addition, the CT values of Cit-Dy-CSS NPs increased with
increasing outer NaDyF, shell thickness. Interestingly, all
investigated Cit-Dy-CSS NPs exhibited advanced CT contrast
efficacy compared to commercially used iohexol at an X-ray
energy of 110 keV. Our results demonstrate the promise of the
designed Dy-CSS NPs to act as potential multimodal imaging
probe. The concept of fabricating multilayer NPs by use of
microwave-assisted routes that offer control over shell thick-
nesses also provides insights for the future architecture design
of Ln-based materials for their e.g., biomedical applications
and beyond.

Experimental

Chemicals

Gadolinium oxide (Gd,03, 99.999%), ytterbium oxide (Yb,Os,
99.998%) and erbium oxide (Er,Os3, 99.99%) were purchased
from Alfa Aesar. Dysprosium oxide (Dy,O3, 99.9%) was pur-
chased from Sigma Aldrich. Trifluoroacetic acid (CF;COOH,
H-TFA, 98%), sodium trifluoroacetate (CF;COONa, Na-TFA,
98%), oleic acid (CH3(CH,),CH=CH(CH,),COOH, OA, 90%),
oleylamine (CHj(CH,),CH=CH(CH,),CH,NH,, OAm, 70%),
1-octadecene (CHj3(CH,);5CH=CH,, ODE, 90%) and sodium
citrate dihydrate (99%), 1,3-diphenylisobenzofuran (C,oH;40,
97%) were purchased from Sigma Aldrich. Iohexol
(C10H36I3N30, 300 mg I per mL) was purchased from GE
Healthcare. Ethanol (99%) was purchased from Commercial
Alcohols. Acetone and hexane (analytical grade) were pur-
chased from Fischer Chemicals. Toluene (99.8%) and hydro-
chloric acid (HCl, 36.5%) were purchased from Fisher
Scientific. All chemicals were used as received.

Microwave-assisted synthesis of core f-NaGdF,:Yb,Er NPs

The synthesis of the NPs was performed using a modified
version of the microwave-assisted thermal decomposition of
lanthanide trifluoroacetate, [Ln(TFA),], precursors (Ln = Gd*",
Yb**, Er’* and Dy**) previously reported by our group.*®
Briefly, for the synthesis of f-NaGdF, NPs doped with 20 mol%
Yb*" and 2 mol% Er*", 0.625 mmol of [Ln(TFA),] were prepared
mixing Gd,0O; (0.244 mmol), Yb,03 (0.0625 mmol), and Er,O3
(0.00625 mmol) in a 50 mL three-neck round-bottom flask. A
10 mL amount of a 1:1 TFA-to-H,O mixture was added, the
slurry was refluxed at 95 °C until it became clear and dried at
60 °C overnight. Subsequently, 1.875 mmol of Na-TFA (3:1
Na*-to-Ln** ion ratio) was added to the synthesized [Ln(TFA);]
along with 2.5 mL of oleic acid, 2.5 mL of oleylamine and
5 mL of 1-octadecene. This mixture was degassed at 120 °C
under vacuum for 30 min. Subsequently, the degassed precur-
sor solution was transferred to a 35 mL microwave vessel,
purged with N, and tightly sealed. The vessel was inserted into
a CEM Discovery SP microwave reactor. The precursor solution
was heated to 270 °C for 1 s, followed by rapid cooling to
250 °C, the temperature at which the reaction was held for
10 min, and subsequent cooling to 50 °C. Following the syn-
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thesis, the reaction mixture was washed with a 1: 3 hexane-to-
ethanol mixture and centrifuged at RCF = 6595g for 20 min.
The product was then washed with a 1:3 toluene-to-acetone
mixture and centrifuged using the same conditions. After puri-
fication, the NPs were dispersed and stored in 5 mL of toluene
for further use. NaF as a potential by-product can be removed
by redispersing the NPs in 5 mL of ethanol prior to the
addition of 5 mL of water, followed by precipitation via cen-
trifugation. Obtained NPs were washed one more time with
10 mL of ethanol before being stored in 5 mL of toluene for
further characterization. In case of loss of dispersion stability
of the NPs following this washing procedure, dispersibility in
toluene can be restored by adding 0.2 mL of OA to the NP dis-
persion and subsequent stirring at room temperature
overnight.

Microwave-assisted synthesis of $-NaGdF,:Yb,Er/NaGdF, core/
shell NPs

An undoped NaGdF, shell was grown onto the doped core NPs
by subjecting the NPs to a second microwave-assisted treat-
ment, adding [Gd(TFA);] as shell precursor. 0.625 mmol of the
shell precursor was prepared as described above, using Gd** as
sole lanthanide. Subsequently, 1.875 mmol of Na-TFA (3:1
Na*-to-Gd*" ratio), 4 mL of ODE and 5 mL of OA were added to
the shell precursor. The reaction mixture was degassed under
vacuum at 120 °C for 30 min. The shell thickness was con-
trolled by adjusting the ratio between the core NPs acting as
seeds for shell growth and the shell precursor. More specifi-
cally, 100 mg, 40 mg, or 30 mg of the core NPs, prepared in the
previous step, were used as seeds to grow shells of ca. 3, 4, and
6 nm, respectively. Therefore, the respective amount of core
NPs was firstly dispersed in 1 mL of ODE (note: in contrast to
the core synthesis, no OAm was used to grow the NaGdF,).
Subsequently, this 1 mL of ODE containing core NPs and
9 mL of the degassed shell precursor solution were transferred
to a 35 mL microwave vessel, purged with N,, and tightly
sealed. The vessel was inserted into a CEM Discover SP micro-
wave reactor, and the mixture was heated to 250 °C and held
for 10 min under stirring. The cooling and washing procedure
as well as storage of the obtained core/shell NPs were as
described above for the core NPs.

Microwave-assisted synthesis of $-NaGdF,:Yb,Er/NaGdF,/
NaDyF, core/shell/shell NPs

The procedure to grow the outer shell of NaDyF, was similar to
that used for the synthesis of the core/shell NPs, except that
[Dy(TFA);] was used as precursor. The shell precursor,
0.625 mmol of [Dy(TFA);], was prepared as described above,
using Dy*" as sole lanthanide. Then, 1.25 mmol of Na-TFA
(2:1 Na*-to-Dy*" ratio), 4 mL of ODE and 5 mL of OA were
added to the precursor. The reaction mixture was degassed
under vacuum at 120 °C for 30 min. The shell thickness was
controlled by adjusting the ratio between the core/shell NPs
acting as seeds for shell growth and the shell precursor. More
specifically, 160 mg, 120 mg, or 90 mg of the core/shell NPs,
prepared in the previous step, were used as seeds to grow
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shells of ca. 1, 3, and 4 nm, respectively. Subsequently, the
1 mL of ODE containing core/shell NPs and 9 mL of the
degasses shell precursor solution were transferred to a 35 mL
microwave vessel, purged with N,, and tightly sealed. The
vessel was inserted into a CEM Discover SP microwave reactor,
the mixture was heated to 250 °C and held for 10 min under
stirring. The cooling and washing procedure as well as storage
of the obtained core/shell/shell NPs were as described above
for the core NPs.

Surface modification with citrate groups

Trisodium citrate was used to replace oleate (OA) groups at the
surface of the as-prepared NaGdF,:Yb,Er/NaGdF,/NaDyF, NPs
following a modified version of previously reported proto-
cols.”" Briefly, 70 mg of NPs was dispersed in 5 mL of hexane.
Then, 5 mL of 0.2 M trisodium citrate buffer (pH = 2.7) was
added to the NP colloidal dispersion. The two-phase mixture
was stirred for 4 h at 45 °C. Subsequently, the aqueous/organic
mixture was poured into a separatory funnel, and the aqueous
phase now containing the NPs was isolated. The NPs were pre-
cipitated with acetone (aqueous to organic phase ratio: 1:3)
and centrifuged at 6595g for 20 min. The organic solvent was
removed, and the recovered NPs were re-dispersed in 5 mL of
trisodium citrate buffer (pH = 7). The dispersion was stirred
for 1 h, followed by three washing steps using water and
acetone for precipitation and subsequent centrifugation under
aforementioned conditions. The obtained citrate-capped NPs
were stored in 5 mL of water.

Characterization techniques

To determine the crystalline phase of the NPs, powder X-ray
diffraction (XRD) analysis was performed using a Rigaku
Ultima IV Diffractometer or a Bruker D8 Endeavor (Cu Ka, 4 =
1.5401 A), operating at 44 kv and 40 mA (step size: 0.02°, scan
speed: 1° min~"). Therefore, the NPs were deposited on a glass
slide from their suspension. The morphology and size distri-
bution of the obtained NPs were investigated by transmission
electron microscopy (TEM, FEI Tecnai Spirit). The samples
were dispersed on a Formvar/carbon film supported on a
300-mesh copper TEM grid. Size distributions (mean size +
standard deviation) of the samples were derived from TEM
images using the software Image]. The respective size distri-
butions were obtained analysing 200 particles per sample. The
presence of the citrate ligands at the particles’ surface was
investigated by Fourier-transform infrared (FTIR) spectroscopy,
using a Cary 630 FTIR spectrometer in ATR mode (Diamond
ATR crystal), with acquisition of 128 scans and resolution of
4 cm™". Dynamic light scattering (DLS) and zeta (-) potential
measurements were carried out on NPs dispersed in water
using a Malvern Zetasizer Nano-ZS.

Investigation of the steady-state photoluminescence pro-
perties of the NPs in suspension (5 mg mL™" in toluene or
water) was carried out in a quartz cuvette (suitable spectral
range from 200 to 2500 nm, 1 cm optical path) inserted into
the Peltier temperature sample holder of a QuantaMaster
8075-21 spectrofluorometer from HORIBA, equipped with
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double grating emission monochromators, a red-extended
photomultiplier detector R13456 PMT (185 to 980 nm) and a
liquid nitrogen cooled InAs detector (1000 to 3450 nm). The
NIR continuous excitation was performed using a 980 nm con-
tinuous-wave laser diode (power densities used to trigger
upconversion and NIR emission were 6.0 W cm™ and 33.3 W
cm™?, respectively). Power-dependent studies were performed
using the same setup described above, including different
neutral density filters to stepwise reduce the incident laser
power. For temperature-dependent studies, the temperature of
the sample was changed from 15 °C to 50 °C in 5° steps, using
the Peltier temperature sample holder with a liquid cooling
system. At each step, the temperature was allowed to stabilize
for 15 min prior to the measurements. Photoluminescence
lifetimes were obtained by time-resolved spectroscopy, using
the 980 nm laser diode in pulsed mode. Lifetime values were
obtained by integration of the area under the normalized
decay curves. For all the optical measurements, filters were
placed in front of detectors. A short-pass 775 nm filter was
used for visible emission acquisition, while a long-pass
1025 nm filter was used for NIR emission detection.

The Ln®*" ion concentration in the samples was determined
with an Agilent ICP-OES spectrometer. Therefore, 10 mg of Dy-
CSS NPs was added to a mixture of 0.5 mL of concentrated
HNO; and 1.5 mL of concentrated HCI, followed by heating at
80 °C for 5 h ensuring that all NPs were digested. Flow con-
ditions of the Agilent ICP-OES spectrometer were as follows:
nebulizer flow = 0.7 L min™", plasma flow = 12 L min™", auxili-
ary flow =1 L min™".

MRI relaxivity measurements were performed on a 7.0 T
preclinical MRI instrument (Discovery MR901, Agilent/General
Electric). T; measurements were measured using a classical
inversion recovery method with the following parameters: rep-
etition time TR = 15000 ms, echo time TE = 6.4 ms, eight
inversion recovery times (TI = 50, 100, 400, 800, 1200, 2000,
3000 and 4000 ms), field of view (FOV) = 8 x 8 mm?, slice thick-
ness = 3 mm, matrix = 128 x 128. T, measurements were per-
formed using a Carr-Purcell-Meiboom-Gill (CPMG) sequence
with the following parameters: TR = 5000 ms, FOV = 10 X
10 mm?, slice thickness = 3 mm, matrix = 128 x 256, TE = 13,
26.1, 39.1, 52.2, 65.2, 78.2, 91.3 and 104 ms. T,-Weighted
images were obtained on the same MR instrument using the
following parameters: TR = 5000 ms, FOV = 10 x 10 mm?, slice
thickness = 3 mm, matrix = 128 x 256, TE = 52 ms. T; and T,
relaxation times (R; and R,) were calculated using single expo-
nential fitting of the data extracted from mapping images for
different concentrations of Cit-Dy-CSS NPs in water.

X-ray absorption spectroscopy measurements were con-
ducted using a Hamamatsu L12161-07 tungsten source colli-
mated to a 1 mm beam. A 0.6 mm Cu filter was used to
harden the beam. The source current was 150 pA and the
source voltage was 150 kV. An Amptek Cd-Te 25 mm?® spectro-
meter was used in combination with Amptek PX-5 Digital
Pulse Processor. Each spectrum has an acquisition time of 120
s. Radiograph imaging measurements were performed with a
PXS MicroCT system (Pinnacle X-ray Solutions Inc.) consisting
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of a Hamamatsu L12161-07 source coupled with a Varian
PaxScan 1313DX digital image detector. Conditions of the
source were 150 pA current with different voltages, i.e., 70, 80,
90, 100, 110 and 120 kV. The X-ray beam was hardened using a
3.3 mm Al filter. Each image consists of the average of 20
frames taken at 2 frame per second for a total acquisition time
per image of 10 seconds. Image] 1.52c was used to determine
an average attenuation value from an area within the frame.
Images of water and an empty (air) vial were obtained as refer-
ence to calculate the Hounsfield unit (HU) values following
eqn (1):°®

HU = (/"material — /"water) % 1000 (1)
luwater
where x4 is the linear X-ray attenuation coefficient of each
material, obtained from the following equation:>®

I=I,xe™ (2)

where I is the X-ray output intensity from the investigated
material (i.e., iohexol or Dy-CSS NPs), I, is the X-ray input
intensity (i.e., the intensity obtained from an empty (air) vial),
and x is the thickness of the material (i.e. the diameter of the vial,
1 cm). The CT images were collected using a Hamamatsu
L12161-97 source coupled with a Varian PaxScan 1313DX flat
panel detector. Conditions of the source were 110 kV voltage and
250 pA current. The X-ray beam was hardened using a 3.3 mm Al
filter. Data acquisition was done using PXS iRAD software
(v7.0.0.12) with each image consisting of the average of 10
frames, each frame being captured at 15 fps (or 0.067 s exposure
per frame). Prior to the acquisition, flat field correction of the
panel was obtained as well as a bright (X-ray on, no target) and a
dark file (X-ray off) for reconstruction calibration. A total of 360
images were taken with a 1° clockwise stepping. The obtained
images were imported using VGS-studio-max software for the
reconstruction. Average values of a volume within water-filled and
the empty vials were obtained with Image] 1.52c and used to
determine the Hounsfield unit (HU) values.

Cytotoxicity of Cit-*""Dy-CSS*"™ NPs

Human lung adenocarcinoma (A549) cells were seeded (75 000
cells) in a 6-well plate to a final volume of media of 1 mL. After
48 h the media was removed from wells, and fresh media con-
taining Cit-*""Dy-CSS*™™ NPs (50 pg mL™', 250 pg mL™’,
500 pg mL™") was added. The Cit-""™Dy-CSS*™™ NPs were incu-
bated at 37 °C with the cells for 24 h. After the incubation, the
cells were washed 3 times with PBS, followed by the addition
of 250 pL of trypsin, diluted with 750 puL phenol red-free media
and centrifuged (1000 RCF, 6 min). After the cells were dec-
anted, 1 mL of PBS with 0.2% DMSO, 1 pM calcein-AM, and
2 uM ethidium homodimer-1 were added. The mixture was vor-
texed briefly three times. All cell experiments including con-
trols were performed in triplicates. Flow cytometry (Beckman
Coulter Gallios Flow Cytometer) was performed doing stan-
dard compensation and gating. The flow cytometry data ana-
lysis was performed with Kaluza software.
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