Showcasing research from Professor MacFarlane’s
laboratory, School of Chemistry, Monash University,
Melbourne, Australia.

Sustainable materials for renewable energy storage in the
thermal battery

Thermal battery technologies offer a sustainable solution to
the storage and distribution of renewable energy. Crucial to
this technology is the development of stable and sustainable
phase change materials that can isothermally store energy
in the latent heat of their melting transitions. This work
studies five aliphatic dicarbamate phase change materials
for their use in this application. The two most promising
materials perform well in thermal stability and sustainability
assessments, indicating their promise to facilitate long-term
storage in highly efficient thermal batteries. Part of this
image was Al-generated using Midjourney.
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The "Thermal Battery” offers the possibility of an inexpensive renewable energy storage system, deployable
at either distributed- or grid-scale. For high efficiency, a crucial component of this system is an effective
phase change material (PCM) that melts within the intermediate temperature range (100-220 °C) and is
inexpensive, stable and sustainable. Here, we report on five aliphatic dicarbamate PCMs. For the first
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critical properties including lifetimes in this application. These results are considered alongside the
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Sustainability spotlight

The global transition to the post-petroleum era is central to most of the UN's Sustainable Development Goals. New technology utilising phase change materials
(PCMs) in Carnot Thermal Batteries can meaningfully contribute to this transition, offering an economical and efficient system for storing renewable energy.
Crucial to this technology is inexpensive, stable and renewable PCMs that melt in the range of 100-220 °C. This work demonstrates the feasible application of
dicarbamate PCMs, which are shown to meet these criteria through extensive stability tests and a sustainability and cost assessment. The proposed materials
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perform very well in these analyses, particularly when considered alongside existing technologies.

1 Introduction

Inexpensive, efficient and sustainable energy storage technolo-
gies are vital for a global pivot away from fossil fuels. This pivot,
in turn, is vital for the climate’ - and so the urgency of tech-
nological advancement in this field is clear. Thankfully, recent
progress has been rapid; lithium ion batteries, for example,
have more than tripled in energy density since the early 1990s
and decreased considerably in price, allowing their widespread
application from portable electronics to stationary grid-
storage.” However, lithium ion batteries cannot carry all of the
energy storage burden - especially considering their reliance on
materials that are not renewable or abundant and while their
recyclability remains a very open question. Ongoing grid
decarbonisation to meet greenhouse gas emission reduction
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Fig. 1 Schematic of a PCM based Carnot thermal battery. In the
charge cycle, excess renewables are used in a heat pump to pump
heat (red and blue upward arrows) from a cold reservoir to melt
a phase change material in a hot reservoir. In the discharge cycle, the
heat pump operates in the reverse mode as an organic Rankine cycle
engine using the stored thermal energy (red and blue downward
arrows) to generate electricity and release heat that can be used in
a variety of applications. For optimum efficiency the PCM should store
energy in the 100-220 °C range.

© 2023 The Author(s). Published by the Royal Society of Chemistry


http://crossmark.crossref.org/dialog/?doi=10.1039/d2su00111j&domain=pdf&date_stamp=2023-05-08
http://orcid.org/0000-0002-3270-7807
http://orcid.org/0000-0002-3433-6130
http://orcid.org/0000-0003-4927-6254
http://orcid.org/0000-0003-0449-1954
http://orcid.org/0000-0001-9113-401X
http://orcid.org/0000-0001-7046-7042
http://orcid.org/0000-0001-8979-5927
http://orcid.org/0000-0002-2729-2838
http://orcid.org/0000-0001-5963-9659
https://doi.org/10.1039/d2su00111j
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2su00111j
https://pubs.rsc.org/en/journals/journal/SU
https://pubs.rsc.org/en/journals/journal/SU?issueid=SU001003

Open Access Article. Published on 15 2023. Downloaded on 08/11/25 11:24:24.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

targets will therefore require rapid uptake of multiple types of
renewable energy storage systems.®

In the context of solar and wind energy, “thermal batteries” -
i.e. thermal energy storage (TES) technologies - can offer unique
benefits including low cost, good reliability and high scalability.
The term “thermal battery” broadly encompasses all energy
storage systems where the energy is stored in the form of heat.
An advanced concept of the thermal battery is one in which the
thermal storage is integrated into a reversible heat pump/
organic Rankine cycle system. Where the primary input is
wind and PV solar power, and with electrical power as the
primary output, this is often referred to as the “Carnot Battery”
(Fig. 1).°

In the charge mode of a Carnot battery, renewable energy
drives a heat pump, with the effect of pumping thermal energy
from a cold reservoir to a hot reservoir where the generated heat
is stored in a thermal energy storage material. As is typical with
heat pumps, the quantity of heat generated can be 2-3 times the
electrical energy input to drive the pump. On discharge, the TES
material transfers heat to a working fluid, which drives the heat
pump in reverse mode (otherwise known as an organic Rankine
cycle (ORC) engine), generating power and providing lower
grade heat for various thermal energy applications, e.g. water
heating. Thus far, power-to-power round trip efficiencies of 72%
have been demonstrated for such a Carnot battery; notably this
metric is for power output only and does not yet include the
other uses of the low-grade heat that is output from the ORC. It
is predicted that close to 100% round-trip energy ratio will be
achievable once this new technology is optimised, including the
additional waste heat applications.*®’

Crucial to optimising this technology is the choice of an
appropriate TES material. Latent heat storage materials,
otherwise known as phase change materials (PCMs), are
particularly attractive for this application as they can store large
amounts of energy within narrow temperature ranges. Most
commonly PCMs utilise the melting transition, where the
energy uptake on melting is determined by the heat of fusion,
AHg, of the material. Gravimetric energy densities are therefore
many times higher for PCMs than those of sensible thermal
energy storage materials (i.e. those that do not exploit a phase
change),” while the ability of PCMs to transfer heat at constant
temperatures also yields higher theoretical Carnot efficiencies.®

Intermediate melting temperature PCMs (i.e. with T}, = 100-
220 °C) are particularly favourable for this application as high-
efficiency power generation is achievable when coupled with
ORC engines.®? Furthermore, the lower grade energy released
from ORC operation at these temperatures can otherwise find
use in a cascade of applications including industrial heat, space
and water heating, etc.

Unfortunately, there is a limited choice of known PCMs that
melt within this temperature range and meet the criteria
required to offer a sustainable energy storage solution. There
are two key reasons for this: firstly, naturally occurring high AH;
materials (e.g. glycerol, fatty acids, etc.)*'* usually melt at much
lower temperatures (<100 °C), with the exception of sugar
alcohols that suffer from extreme supercooling which impedes
the energy release mechanism."” PCMs that melt in the desired
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range are therefore typically synthetic,"””* high density poly-
ethylene (HDPE) being a classic example.>* Such synthetic PCMs
thus carry environmental footprints derived from both raw
material sourcing and synthesis. For HDPE, this “fossil-carbon
backpack” is heavy.

Secondly, thermal stability is challenging to achieve when
operating at these elevated temperatures, however this is rarely
the subject of detailed studies in the literature; nevertheless, it
is a crucial property. While thermal cycling data on proposed
PCMs is sometimes reported, it is common to include only 100
cycles, without isothermal holding at the upper temperature
limit. This can result in misleading claims of viable new PCMs —
even the best material regarding all other thermal and physical
properties will not perform well when subjected to lifecycle
assessment analyses, if it lacks sufficient thermal stability for
a long-life application.*

In this work, we report five aliphatic dicarbamate PCMs
(Fig. 2), two of which are novel, and using these materials as
exemplars, seek to answer the following questions:

1. How is extended thermal stability best studied in the
laboratory?

2. How thermally stable does a PCM have to be to offer
promise for practical application?

These PCMs are chosen as their structural features should
conceivably mimic the synergy of hydrogen bonding and van
der Waals interactions that is found in many naturally
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Fig. 2 Chemical structures of the five dicarbamates studied here for
use as intermediate temperature PCMs.
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occurring high AH; materials (e.g. fatty acids® and amines®).
The functionalisation of fatty acids to overcome their typical
drawbacks for PCM applications (i.e. corrosivity, sublimation
tendencies) has demonstrated success in the literature previ-
ously. Examples of PCMs derived from fatty acids include fatty
ureas,> esters,?*° thioureas,* carbonates®" and amides.”*83%33
These examples typically have melting temperatures below the
intermediate temperature range (7., < 100 °C), with a notable
exception being the fatty diamides and dicarbamates derived
from stearic acid.'*®** The structures targeted here incorporate
carbamate functionalities capable of forming intermolecular
hydrogen bonds, with long aliphatic chains derived from stearic
acid. Alongside their hydrogen bonding ability, the use of
thermally stable carbamate groups should assist in targeting
this property, which is particularly important given the high
melting (and therefore operating) temperatures of these
materials.

We begin by discussing the thermal properties of the mate-
rials, and correlate these properties to solid-state packing
arrangements and interactions by studying the crystal struc-
tures of the two best performers. We then describe a series of
experiments and develop novel analysis methods that probe the
thermal stability of the materials to elucidate their possible
lifetimes in application. In the final section we propose an
approach to the assessment of the sustainability of these
materials in renewable energy storage systems by considering
the origins of the raw materials and the synthetic routes,
alongside the thermal stability results. In a recent publication,
Aftab et al’* reported a study that includes some of these
compounds as part of an investigation into the effect of chain
length and functionality of a large series of materials, including
photo-absorbing composites, although not on the in-depth
thermal stability and sustainability aspects discussed here.

2 Results and discussion

2.1. Thermal properties of dicarbamate PCMs

Amongst the various properties that determine the viability of
a given material to act as a PCM, T,, and AH; are chief in
dictating application and efficiency. As these two properties are
not inherently linked to chemical functionalities in the way that
others often are (for example, flammability or chemical
stability), but arise instead from less predictable factors (such as
changes in molecular arrangements and intermolecular inter-
actions®), the optimisation of these properties is a common
first step in the design of new PCMs. The melting points and
enthalpies of fusion of the five dicarbamates studied here, as
determined by differential scanning calorimetry (DSC, full
experimental details are provided in the ESIT), are detailed in
Table 1 (curves are shown in Fig. 3).

Despite the similarities in their fundamental chemical
structures and functionalities, there is substantial variation in
the melting properties exhibited by the five materials. C18-hx
has the highest enthalpy of fusion among the series, melting
with a AH of 200 ] g~ at 119 °C (here we define T, as the onset
of the melting transition - refer to ESIT for further discussion on
this topic), making it a promising candidate for PCM
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Table 1 Thermal properties of C18-hx, C18-cyhx, C18-MDP, C18-Ph
and C18-MePh

T onset/°C Tm peak/°C
(&2 °C) (&2 °C) AH{) g (£5%)
C18-hx 119 121 200
C18-cyhx 156 158 68
C18-MDP 129 131 147
C18-Ph 149 151 135
C18-MePh 97¢ 103 140

¢ For simplicity, the thermal properties reported here for C18-MePh
correspond to those of the highest stability polymorph, which forms
when a ramp rate of 1 °C min " is used. A ramp rate of 10 °C min~*
was used for the determination of AH; and Ty, for the other four
materials as thermal properties were found to be independent of the
ramp rate.

applications. An impressive enthalpy of fusion is also observed
for C18-MDP, melting with AH; = 147 ] g~ " at 129 °C. C18-Ph
shows similar promise for PCM applications, melting with an
enthalpy of fusion of 135 J ¢~ at 149 °C. Importantly, these
materials display minimal supercooling, with onset of crystal-
lisation temperatures less than 5 °C below the onset of melting
temperatures. Low supercooling, which is regularly observed for
alkanes and their derivates due to the good nucleating ability of
the n-alkyl substituents,* is beneficial for PCM applications as
it allows the efficient release of energy at temperatures close to
the storing range.

The thermal behaviours of C18-cyhx and C18-MePh differ to
the simple melting/crystallisation described above, with both
materials appearing to undergo solid-state transitions prior to
melting. In the DSC curve of C18-cyhx, a reversible solid-solid
transition is observed at 134 °C (AH = 30 ] g~ ') prior to
a melting transition of 68 J g~ " at 156 °C. The thermal behaviour

endo
C18-hx

C18-MePh

50 60 70 8 90 100 110 120

C18-MDP

C18-Ph

C18-MePh

T T

60 80

T T T T
100 120 140 160

Temperature / °C
Fig. 3 DSC traces showing the second heating cycle for the five
dicarbamates, at a ramp rate of 10 °C min™t. The inset shows the DSC
curves of the second heating cycle of C18-MePh at ramp rates of 1 °

C min~% 10 °C min™?, and 20 °C min™%, as the features of the traces
differ at different ramp rates for this material.

© 2023 The Author(s). Published by the Royal Society of Chemistry
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of C18-MePh is yet more complex, with various endo- and
exothermic transitions appearing on the heating cycle that vary
depending on the ramp rate used (inset, Fig. 3). These transi-
tions are attributed to the melting and crystallisation of various
polymorphs of this material. Notably, when heated at a ramp
rate of 1 °C min~", only one melting transition is observed at
103 °C, which has a high enthalpy of fusion of 140 J g~ . Given
that this slow ramp rate best resembles the temperature
conditions of application, this material may be considered
a promising material for the intermediate temperature PCM
application.

2.2. Crystal structures of C18-hx and C18-MDP

The molecular origins of the thermal properties described in
the previous section are important to understand, as insights
will aid the design of future PCMs. Nevertheless, structure-
property relationships that govern melting properties - partic-
ularly AH¢ - are often elusive. Much of our research is focussed
on elucidating these relationships; we are currently conducting
a detailed study on the five dicarbamates reported here and
hope to publish a full report of these results in the near future.
Here, with the use of synchrotron X-ray crystallography, we
report the crystal structures of the two best performing (highest
AHy) materials, C18-hx and C18-MDP, which are shown in Fig. 4
(and are confirmed to be representative of the bulk samples
through powder X-ray diffraction; calculated and experimental
patterns are shown in Fig. S9 and S107).

C18-hx crystallises in the triclinic P1 space group, with 0.5
molecules in the asymmetric unit. The molecule is near-planar,
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Fig. 4 Crystallographically determined structures of C18-hx (a) and
C18-MDP (b). Four molecules are shown to demonstrate the ladder
motif formed by the intermolecular hydrogen bonds (represented as
broken black lines).
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with a slight twist between the planes of the hydrocarbon chains
and the plane of the hexyl core group (24.5°). Within the plane,
the molecule exists in a Z conformation, with a 22° angle
between the external hydrocarbon chains and the core hexyl
chain (Fig. 4a).

C18-MDP crystallises in the monoclinic P2,/m space group,
with 0.5 molecules in the asymmetric unit. Due to the tetrahe-
dral geometry of the methylene bridge in the MDP core group,
the molecule exists in a bent geometry, with an angle between
the core group centroid and the centroids of the external alkyl
chains of 101.3°. The two phenylene groups of the MDP core are
tilted relative to each other with an angle between planes of
83.8° (Fig. 4b).

In both structures, each molecule participates in four inter-
molecular hydrogen bonding interactions — two where the N-H
groups of the urethane functionalities are acting as proton
donors to a carbonyl oxygen of a urethane group from a neigh-
bouring molecule, and two where the carbonyl oxygens are
acting as proton acceptors in the reverse scenario. The hydrogen
bonds are more linear and marginally shorter in the structure of
C18-hx compared to those in C18-MDP (Z(N-H---O)
175.1(19)°, d(N---0) = 2.880(2) A and /(N-H---0) = 161(3)°,
d(N---0) = 2.909(4) A respectively). It is well-known in the
literature that hydrogen bond length and linearity correlate
with hydrogen bond strength, with shorter and more linear H-
bonds typically being the strongest.*”?®* Hydrogen bond
strength, in turn, is known to have beneficial contributions to
increasing AHg'>'*'** The more favourable geometry of the H-
bonds in C18-hx may therefore contribute to the higher AH
observed for this material.

In both structures, the hydrogen bonding motifs form
a ladder-like structure, resulting in sheets of molecules that are
bound by hydrogen bonding interactions between the urethane
groups and van der Waals interactions between hydrocarbon
chains of neighbouring molecules (Fig. 4). In both structures,
these hydrocarbon chains pack with triclinic symmetry of the
methylene subcells (commonly referred to as B-polymorphic
symmetry in waxes and related aliphatic compounds®**). This
packing arrangement is typically accompanied by low free-
energies and subsequently high enthalpies of fusion,”
explaining the high AH; of the two materials.

In the following section, we elucidate the possible lifetimes
of C18-hx and C18-MDP in the thermal energy storage appli-
cation by probing the thermal stability of the materials.

3 Determining PCM viability for
thermal energy storage applications

It is crucial that the material not only exhibits the desired
thermal properties (e.g. an appropriate T,,, and high AHy), but
also retains these properties over multiple heating/cooling
cycles. In reality, a good PCM should be able to operate over
many years without degradation. Various accelerated testing
protocols may be used to demonstrate, and probe, the thermal
stability in this context. Here we chose to proceed with C18-hx
and C18-MDP, as these two materials exhibit high enthalpies

RSC Sustainability, 2023, 1, 470-480 | 473
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of fusion, with the additional benefit of being derived from
inexpensive starting materials (as discussed in Section 5).

3.1 Thermal reversibility of carbamate bonds

The thermal stability of the carbamate bond has been exten-
sively studied as it is similar to the polyurethane linkage.*
While decomposition routes resulting in the generation of
amines, olefins, and CO, are possible at high temperatures, the
main degradation pathway between 150 °C and 200 °C is
dissociation into the starting alcohol and isocyanate.** The
point of equilibrium for the reversible reaction is therefore
somewhere in the region of 150 °C, but is dependent on the
nature of the alcohol and diisocyanate involved. To elucidate
this temperature for C18-hx and C18-MDP, which is an impor-
tant property as the thermal dissociation of the carbamate
bonds is a clear first step towards decomposition, we studied
the compounds with variable temperature FTIR (Fig. 5). A peak
corresponding to N=C=O0 stretching (~2275 cm ') is first
observed at 155 °C for C18-MDP and 160 °C for C18-hx, con-
firming that thermal dissociation of the carbamate bonds
occurs in this region of temperature.

In a closed vessel and in the absence of any nucleophilic
impurities, dissociation in the molten state is unproblematic
for the PCM application as the urethane bond will reform upon
cooling. Nonetheless, to verify this and verify that no other
decomposition reactions are involved, the following sections
describe extensive thermal stability testing regimes that probe
the thermal stability and upper temperature operating limits of
C18-hx and C18-MDP.

3.2 Thermogravimetric analysis

A first estimation of an upper operating temperature limit can
be obtained from thermogravimetric analysis (TGA),* as shown
in Fig. 6a. However, significant mass loss can take place well
below these temperatures when the heating rate is slowed or
isothermal heating is used.*** A more rigorous TGA method
involves holding samples at various isothermal temperatures
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and measuring the time taken for 1% mass loss to occur, which
is denoted ¢, 90;***” typical data is shown in Fig. 6b and c (blue
axes and data points). As this value decreases exponentially with
increasing temperature, due to the Arrhenius relationship
between reaction rate and temperature (k = Ae “/%"), the
applicability of this relationship can be confirmed or otherwise
in a In(time) vs. 1/T plot as shown in Fig. 6b and c (wine col-
oured axes and data points) for C18-hx and C18-MDP.

The linear trend of In(time) vs. 1/T allows the extrapolation of
thermal stability information to lower temperatures, where the
time taken to observe degradation would be too long to be
feasibly tested by TGA methods. Additionally, this fit allows
determination of the activation energy of decomposition reac-
tions, E,; in this case 108 k] mol ' and 118 k] mol* for C18-hx
and C18-MDP respectively. The higher activation energy of the
decomposition reaction of C18-MDP suggests greater thermal
stability for this material, as indicated directly by the TGA
curves in Fig. 6a.

Using the linear relationships established here, if we are to
assume that the two PCMs will operate at a maximum temper-
ature of T,, + 10 °C (i.e. 129 °C for C18-hx and 139 °C for C18-
MDP), extrapolating the time taken for 1% degradation to
occur to these temperatures gives values of 20 days for C18-hx
and 62 days for C18-MDP. Given that the fraction of time
spent at these maximum temperatures during application (i.e.
in the charged state) would likely be ~25%, an estimate of
lifetime can be obtained.

To carry out this estimation we assume that end of life
corresponds to 20% degradation, and that the rate of the
decomposition reaction is independent of the extent of the
reaction. This yields a lifetime of 4 years for C18-hx, and
a particularly promising lifetime of 13 years for C18-MDP. Note,
of course, that the “degradation” involved here is chiefly mass
loss of volatile products, and that the piercing of the sample pan
and the constant flow of nitrogen over the sample in the stan-
dard TGA test would be expected to increase the extent of
decomposition by constantly removing the volatile products. In
application, the PCMs would be confined in closed systems
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Fig. 5 Second derivative IR spectra of C18-MDP (a) and C18-hx (b) in the 2200 cm~*-2320 cm™? region. The isocyanate N=C=O0 stretch is

observed at ~2275 cm ™.
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Fig. 6 (a) TGA curves of C18-hx, C18-cyhx, C18-MDP, C18-Ph and C18-MePh at a 10 °C min™! heating rate. The inset shows the expanded
temperature range where decomposition begins. (b) and (c) Show the isothermal TGA time taken for 1% mass loss to occur (top and right axes in
blue) and Arrhenius plots of this data with linear fits (wine coloured axes and data points) for C18-hx and C18-MDP respectively.

similar to those of the long-term thermal stability tests
described in the next section. Hence these are lower bounds on
lifetime. For example, though this extrapolation suggests 1%
thermal degradation of C18-hx after 12 days at 135 °C, we found
no evidence of degradation in a sample after being held at this
temperature for 40 days when contained within a capped vial in
a low moisture atmosphere. This method allows for a rapid first
estimation of possible lifetime, which should then be supported
by more long-term studies, as presented below.

3.3 Extended thermal stability studies

As the first step in extended thermal stability studies, we found
that there were no significant changes to the thermal properties
of either C18-hx or C18-MDP after >500 heating/cooling cycles
in the DSC (ramp rate 10 °C min~ ') to a maximum temperature
of Ty, + 10 °C.

To better understand the resistance of these materials to
thermal degradation, we next held the samples in their molten
state at various temperatures above T,,. Initially, samples were
held at 135 °C in silicone-capped vials in a low moisture
atmosphere. When no changes to thermal properties were
observed for either material after 40 days at this temperature, as
determined by DSC, we replicated the conditions with fresh
samples at 150 °C. Samples were held at this temperature for
over three months, with small samples frequently extracted
throughout this time period for property testing by DSC. The
results of these DSC tests are shown in Fig. 7.

The decrease in enthalpy of fusion and melting point of C18-
hx after 100 days at 150 °C suggests degradation has occurred in

© 2023 The Author(s). Published by the Royal Society of Chemistry

the sample, as decomposition products act as impurities that
are known to lower melting points and decrease enthalpies of
fusion.*® Notably, there are also two additional peaks on the
heating curve of C18-hx at 59 °C (3] g ') and 68 °C (10 ] g™ )
(Fig. 7¢), likely attributed to the melting of some decomposition
products. The first of these two new peaks can be attributed to
the melting of free stearyl alcohol (T, = 58-59 °C), suggesting
that the equilibrium point for the thermal dissociation reaction
of the carbamate bond of C18-hx is around 150 °C (consistent
with the stability observed at 135 °C, from the previous tests
described above). This result is not problematic given that the
testing was done at a temperature more than 30 °C above the
melting point of the PCM - this temperature condition would
not be routinely reached in application. It is likely that nucle-
ophilic impurities, e.g. water from the atmosphere, hindered
the reformation of some of the original carbamate bonds on
cooling.

On the other hand, the consistency in Ty, and AH¢ of C18-
MDP over the 100 day period suggests negligible decomposi-
tion has occurred, supporting the TGA experiments that indi-
cate high thermal stability for this material. This may suggest
that the components of C18-MDP are less susceptible to side
reactions than those of C18-hx once the carbamate bond is
dissociated.

3.4 Accelerated rate calorimetry and flashpoint testing

While sufficient thermal stability is important to ensure a long
lifetime in application, it is also important to ensure that
a thermal degradation event would not be catastrophic.

RSC Sustainability, 2023, 1, 470-480 | 475
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Fig.7 Thermal properties (AH¢ and T,,) for samples of C18-MDP (a and b) and C18-hx (d and e) after being held at 150 °C for various periods of
time, as determined by DSC. (c and f) DSC scans of C18-MDP and C18-hx before and after being held for extended periods at 150 °C.

Accelerated rate calorimetry (ARC) is a useful technique for
evaluating the safety of materials at elevated temperatures. This
technique measures the self-heating and any adiabatic pressure
increase of a system in response to temperature and time. The
results from ARC studies on C18-hx and C18-MDP show that
there is no exothermic event and no self-heating or “thermal
runaway” in either an air or nitrogen atmosphere up to 400 °C
(Fig. S11-S147), indicating that both materials are quite safe
operating in this temperature range. In both materials, a small
but gradual increase in pressure is observed with increasing
temperature, resulting in a maximum pressure of ~4.6 bar for
both materials at 400 °C. Notably this pressure generation does
not begin until around 250 °C, which is well above the operating
temperature of both materials.

Further supporting the operational safety of the materials,
a flash point was not detected for C18-hx until 280-290 °C, more
than 150 °C higher than the expected upper temperature limit
for this PCM in application. Flash point testing was only con-
ducted on this material as very large sample sizes are required
for the test, and the aliphatic core group of C18-hx suggested
that it may be the more susceptible of the two materials to
flammability and thus the most important to investigate.

4 Sustainability assessment

In the development of sustainable energy systems it is impor-
tant that lifecycle assessment (LCA) indicates an overall positive
outcome after assessing any environmental cost of raw material
sourcing and synthesis. While detailed lifecycle assessment is
outside the scope of this paper, we can make some comments
regarding the possible outcomes of such analyses by consid-
ering the starting materials and synthetic route, as well as
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expected outcomes when the materials eventually reach the end
of their first life.

4.1 Raw materials and synthetic route

There are several important ways in which the synthetic route
used here align with the Principles of Green Chemistry,*® which
are fundamental to the outcome of any LCA.** The PCMs can be
formed in solvent- and catalyst-free conditions, without the
need for further isolation or purification. Furthermore, no by-
products are formed as the reaction has an atom efficiency of
100%, and ~70% of the mass of the final products are derived
from renewable stearyl alcohol (76% in C18-hx). The synthetic
route also has low energy consumption, as the compounds form
quickly once the reaction vessel is elevated to a temperature
above the Ty, of both starting materials (~60 °C in all cases).

A potential drawback of this synthetic route is the use of
diisocyanate starting materials, which are problematic due to
the use of phosgene in their synthesis. Lifecycle assessment
analyses have suggested that present day isocyanate production
results in 6.5 kg CO, (ref. 51) per kg of aliphatic diisocyanate
and 2.76 kg CO, per kg of MDI.** Given the proportion of these
isocyanates in the PCMs, CO, emissions as a direct result of
these isocyanates is 1541 kg per tonne of C18-hx and 872 kg per
tonne of C18-MDP. Considering these on the basis of lifetime
energy stored and delivered, conservatively assuming an oper-
ating life of 5 years, the CO, emissions from using these
isocyanates is 0.014 kg kW~ " h™" for C18-hx and 0.012 kg kW "
h™" for C18-MDP (see ESIf for calculations). This is in stark
contrast to the ~1 kg of CO, emitted per kW h from coal-fired
power, and impressive when considered alongside the ~0.029
kg kW' h™! emitted from the manufacture and use of lithium
ion batteries (assuming a battery lifetime of 2500 cycles).”?

© 2023 The Author(s). Published by the Royal Society of Chemistry
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However, it is notable that there is significant research
underway in developing more sustainable synthetic routes to
polyurethanes, the findings from which will be applicable here.
For example, efforts are being directed toward the sustainable
production of diisocyanates; pentamethylene diisocyanate has
been reported as the first bio-based crosslinker.** This is
particularly relevant in the context of C18-hx due to the struc-
tural similarity to the hexamethylene diisocyanate (HDI) used in
its synthesis. Similar difunctionalised materials have shown
minimal variation in thermal properties when the length of the
central alkane group linking the functionalities is altered
beyond C, > 2.*® It would therefore be expected that replacing
the hexane core group in C18-hx with a pentane core group by
use of this more sustainable diisocyanate would yield a bio-
based compound with similar thermal properties to C18-hx.
Regarding the aromatic core groups, earlier this year BASF re-
ported the first greenhouse gas neutral aromatic isocyanate® —
a methylene diisocyanate (MDI), which is the diisocyanate used
in the synthesis of C18-MDP.

Other routes to sustainable polyurethanes are phosgene-free,
or phosgene- and isocyanate-free.”® Phosgene-free routes typi-
cally involve the reaction of a diamine with environmentally-
benign dimethyl carbonate, followed by catalytic decomposi-
tion of the subsequent dicarbamate to yield the corresponding
diisocyanate. This has been achieved for both MDI*” and HDI.>®

Of the synthetic routes to polyurethanes that bypass the use
of diisocyanates altogether, some involve using CO, as a reac-
tant, inviting the possibility of another route to carbon-negative
production processes in the future. For example, the incorpo-
ration of CO, into epoxides to form cyclic organic carbonates as
intermediates for urethane formation can result in 100% bio-
based polyurethanes.> This is a favourable route as the chem-
ical transformation from epoxide to carbonate is 100% atom
efficient, and as carbonates are of broad utility, developing
effective and sustainable catalysts for this transformation is of
substantial interest to many researchers.®

Overall, one can expect that the CO, emissions burden of
isocyanate production calculated above might be substantially
reduced in the future as these sustainable pathways become
industrialised.

The above calculations and discussion do not yet consider
the possible benefits of using stearyl alcohol, which is the major
component of the PCMs. Stearyl alcohol is widely considered to
be a sustainable material, as it is derived from biorenewable
stearic acid, which is found in vegetable oils and animal fats.
Notably, at the present time, there is a carbon-footprint asso-
ciated with using stearyl alcohol despite its biorenewable
origins - for example, one LCA study suggests a carbon-
footprint of cetearyl alcohol (a cetyl/stearyl alcohol mixture) of
11.9 kg CO, per kg.** In this case, a palm plantation provides the
crop source and land-use is responsible for 64% of the emis-
sions associated with the production process. The authors
describe the value as an over-estimation due to drastic initial
assumptions, including that plantation occurs on undegraded
soil and does not account for the fact that land-clearing only
occurs once. The value decreases to 1.9 kg CO, per kg cetearyl
alcohol if meadows are used for the initial plantation. In either

© 2023 The Author(s). Published by the Royal Society of Chemistry
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land-use case, this can actually have a carbon-storage effect
when considering the CO, removed by the crop over time.
Notably, the above values also assume non-renewable energy is
used for refining and transport. To eliminate the need for
further refining of cetearyl alcohol to isolate pure stearyl
alcohol, we synthesised C18-hx with a mixture of cetyl and
stearyl alcohol (i.e. C16/C18-hx) finding only a small decrease in
the AH; of the material when compared to C18-hx (186 J g™ )
and slightly lower T, (116 °C).

There are other notable avenues for stearyl alcohol produc-
tion - sunflower oil has a much higher stearic acid content than
palm kernel oil (18% compared to 1-3%) with some mutants
having stearic acid contents as high as 37%.°* The remainder of
the oil is largely oleic acid which can be converted to stearic acid
through hydrogenation; a process already required in the
production of fatty alcohols from fatty acids.* Sunflower oil
production also has a lower global warming effect than palm oil
and uses significantly less water.** Furthermore, researchers
have demonstrated the valorisation of low-cost feedstock waste
in producing C18 fatty acids; waste cooking oil and fat has been
shown to be a viable raw material for the production of stearic
acid by introduction of lipase enzymes.®”® The otherwise
dumping of this waste can have profound environmental
impacts, as well as energy and economic costs which have been
estimated to be ~3 kW h kg™ and 0.49 USD per kg.***’

Of course, the use of stearyl alcohol produced from any of the
sources above in the PCM represents a conversion and
sequestering of CO, in the material for the duration of its life-
time. For stearyl alcohol, this represents a negative carbon
contribution of —2.1 kg CO, per kg PCM.

Other factors that are outside the scope of this paper to
meaningfully calculate, such as energy use during synthesis and
transport, are consistent regardless of the origins of the mate-
rials used. Notably, CO, emissions from the synthesis can be
considered negligible.

4.2 Re-use/recycling prospects at the “end of first life”

Re-use or recycling instead of disposal as the final phase in LCA
will drastically improve system performance.®® The end of life -
or end of first-life — of C18-hx and C18-MDP is assumed here to
be the point in time at which the efficiency of the system is
reduced to 80% of its initial performance (75% is commonly
used for lithium ion batteries). At this point, at least 80% of the
PCM should not have decomposed and purification by recrys-
tallisation in ethanol could be used to regenerate the pristine
material for ongoing use. This is a key benefit of using materials
that can be solubilised - the purification procedure is more
challenging, if achievable at all, for materials that cannot be
easily solubilised (e.g. HDPE).

Processing of the remaining (=<20%) decomposed sample
will depend on the decomposition products; some insights can
be gained here by review of the available literature. Prenveille
et al.” studied dicarbamates analogous to C18-MDP and C18-hx
with shorter alkyl chains as model compounds when investi-
gating the reactivity of urethanes at high temperatures. In line
with our observations of C18-MDP being more thermally stable

RSC Sustainability, 2023, 1, 470-480 | 477


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2su00111j

Open Access Article. Published on 15 2023. Downloaded on 08/11/25 11:24:24.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Sustainability

than C18-hx, the authors reported more side-product formation
in the HDI-derived samples than the MDI samples after
annealing at temperatures between 190 °C and 220 °C. In the
hexane samples, decomposition products were identified to be
mostly allophanates (which form when an isocyanate reacts
with a urethane), with some isocyanaurates (which form either
by reaction of an isocyanate with an allophanate, or via the
cyclic trimerisation of three isocyanates). Allophanates are
favourable decomposition products here as their formation is
reversible - thermal treatment can be used to regenerate the
urethane and isocyanate group,”” which can be re-used in
synthesis to regenerate the PCM.

Interestingly, the authors reported seeing only trace
decomposition products in MDI samples after the same
annealing process, which were reported to be uretdiones and
ureas. As with allophanates, uretdiones, which are dimers of
isocyanates, are favourable decomposition products here as
they thermally dissociate to reform the isocyanates at elevated
(>150 °C) temperatures, or at moderate temperatures in the
presence of (usually phosphine) catalysts.” In fact, uretdiones
are of commercial value in the blocked isocyanate industry.*
Urea containing decomposition products may find commercial
value elsewhere, or are generally considered to be biodegrad-
able and likely to break down in the environment.

Thus, there is clearly immense potential for re-using the bulk
of the material at the end of its first life in application — ~80%
should be recoverable by simple recrystallisation methods,
while a significant proportion of the remaining 20% can be
regenerated to starting materials through facile dissociation
reactions. Repeated recycling in this way extends the effective
lifetime of the materials by a factor of approximately four and is
consistent with the principles of a circular economy.

5 Cost analysis

While these PCMs offer many benefits over conventional power
generation and energy storage technologies (high biorenewable
content, no rare earth minerals, etc.) - they must also be
competitive in the market. Here we have performed a simple
cost analysis for the preparation of these materials, and esti-
mate USD 453 per tonne for C18-hx and USD 342 per tonne for
C18-MDP (Table S4t). This results in a cost of USD 7.9 per kW h
of stored energy per cycle for C18-hx and USD 8.3 per kW h for
C18-MDP. Notably, this is a fraction of the cost per kW h that
lithium ion batteries offer (USD132 per kW h in 2021 (ref. 72)).
Importantly, the stored thermal energy is versatile; either used
directly for heating applications (which constitute 50% of total
global energy consumption”) or for electricity generation in the
Carnot battery. Notably, this cost analysis is for initial synthesis
from raw materials, and does not attempt to incorporate the
further economic and energy benefits of recycling the materials
at end of first life as discussed in the previous section.

6 Conclusions

The thermal battery holds the promise of providing an inex-
pensive energy storage solution on both a distributed- and grid-
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scale. However, its cost efficiency and sustainability is critically
dependent on the source, performance, and price of the phase
change material involved. In this work we have described
a family of PCMs that are readily and atom efficiently produced
from carbamate chemistry and are based on sustainable, or
potentially sustainable, materials. The high biorenewable
content of the PCMs presents the opportunity for carbon-
negative syntheses in the near future. Particularly, two of the
materials - C18-hx and C18-MDP - show very high enthalpies of
fusion and suitable melting points for the thermal battery
application.

On the complex question of the stability in operation, we
propose several approaches to studying this property, including
various thermal analysis experiments and variable temperature
FTIR spectroscopic methods. The two materials that represent
the most promising PCMs show very high thermal stability; in
particular, these studies suggest an operating life of 10+ years
for C18-MDP. Promisingly, the products formed upon eventual
decomposition are expected to be mostly adducts that can be
converted back to the starting materials by simple heating
methods. The ability to re-purify the PCMs at the end of their
first life by recrystallisation methods could increase their overall
lifetime by a factor of approximately four.

At the fundamental level, synchrotron X-ray crystallography
was used here to study the intermolecular interactions and
solid-state packing arrangements of the two materials with the
most favourable thermal properties, C18-hx and C18-MDP. The
reported structures demonstrate the effects of subtle differ-
ences between the structures on their melting properties. These
structure-property relationships are important to understand,
as their optimisation is a clear step towards the development of
next-generation PCMs.
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