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Degradable bioceramics such as hydroxyapatite (HA) are usually used as bone grafts due to their excellent
osteoconductive ability. Recent studies have proved that decorated micro/nano-structures on HA could
enhance its osteogenic capacity by directly activating osteogenic differentiation of bone marrow-derived
stem cells (BMSCs) or by indirectly activating the osteoimmune microenvironment. However, it is still
unclear whether the degradation process of HA affects the activation effect of micro/nano-structures. In this
study, we first demonstrate that the enhanced osteogenic properties activated by micro/nano-structures
could be memorized and continue to play a role even after the removal of micro/nano-structures. More
interestingly, this topography-triggered osteogenic memory effect (TTOME) could be regulated through the
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stimulation time, indicating the importance of the rational maintenance of micro/nano-structures as well as
the degradation process of bioceramics. These findings provide a perspective of the design of bone implants
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1. Introduction

Bone defect is a common clinical disease that usually requires
bone grafts to serve as a bridge for the defect site and guide the
growth of newly formed bone tissue.'™ An ideal bone graft
usually possesses an optimal architecture including the frame-
work, porous structure, and surface topography, especially for
surface topography, and directly interacts with the host body
after implantation.>® Recent studies have shown that micro/
nano-structured surface topography plays a key role in stimu-
lating bone regeneration.”® For example, the micropatterns on
hydroxyapatite (HA) with different sizes are able to stimulate
osteogenic differentiation of bone marrow-derived stem cells
(BMSCs), especially for micropatterns with the size similar to
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with a biodegradable surface topography.

the diameter of BMSCs.’ Interestingly, Ma et al.’® also found

that nanostructures obtained through alkali heat treatment
could stimulate the secretion of small extracellular vesicles
from BMSCs to further promote osteogenesis through miRNA.
In addition to the direct regulation of bone-forming cells, the
osteoimmunomodulation regulated by the bone implant is also
critical, which usually determines the ultimate success of the
implants through the interaction with immune cells."""* It has
been found that suitable surface topographies of biomaterials
can modulate the immune response, and further enhance bone
regeneration by profitable osteoimmunomodulation.”®™**> For
example, titanium-based implants with nanotubes effectively
induced macrophage polarization towards the healing-
associated M2 phenotype, and supported the formation of a
new bone tissue.'®'” Our previous studies also demonstrated
that the micro/nano-hierarchical structure of HA could signifi-
cantly activate macrophages by converting M1/M2 polarization
for osteoimmunomodulation as compared to the pure nano- or
micro-structure.'®

However, these micro- or nano-surface structures are not
permanent in vivo due to their biodegradability. It is unknown
whether the micro/nano-structure activated osteogenic proper-
ties are retained when the micro/nano-structures are degraded
during the degradation process of bioceramics. Also, if the
topography-triggered osteo-relative properties can be remem-
bered, can it be regulated by the stimulation time? To better
answer this question, we utilized HA with different micro or
nano-structures as a bone graft model for cell study since its
degradation rate is extremely low in vitro, which guarantees the
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Scheme 1 Schematic illustration of the TTOME on BMSCs.

stability of the existing topographies and makes the investiga-
tion of tailored stimulation time possible. The existence and
regulation of the topography-triggered osteogenic memory
effect (TTOME) were carefully studied by directly activating
the osteogenic differentiation of BMSCs or indirectly activating
the osteoimmunomodulation between macrophages and
BMSCs. The exploration of these scientific issues will help
guide the design of biodegradable bone implants with micro/
nano-structures in the future (Scheme 1).

2. Materials and methods

2.1. Fabrication and characterization of HA bioceramics with
different topographies

HA powders were purchased from Kunshan Chinese Technology
New Materials Co., Ltd. HA bioceramics with a smooth surface
(S0), nanorod structure (S1), micropattern structure (S2) and
micro/nano-hierarchical structure (S3) were fabricated using tem-
plate combining with a hydrothermal method according to our
previous study.® In short, the purchased HA powders were first
screened using a 200-mesh nylon mesh screen before being mixed
with 6 wt% polyvinyl alcohol (PVA), and then screened using a
200-mesh nylon mesh screen to remove the excess PVA binders.
Subsequently, we prepared HA bioceramics with a micropattern
structure (S2) by first placing 400-mesh nylon mesh sieves on the
surface of a steel die, and then adding HA powders, pressing with
a pressure of 12 MPa, and finally sintering them in air at 1100 °C
for 5 h. HA bioceramics with a smooth structure (S0) were also
obtained using the pressing method under the same conditions,
without adding mesh sieves as templates.

Furthermore, HA bioceramics SO and S2 were processed by
hydrothermal treatment in solution with ethylenediamine tet-
raacetic acid disodium calcium (0.055 M) and Naz;PO,-12H,0
(0.125 M) for 24 h at 120 °C to successfully obtain HA bioceramics
with a nanorod structure (S1) and micro/nano-hierarchical struc-
ture (S3). For avoiding the possibility of residual ions affecting the
biocompatibility of HA bioceramics after hydrothermal treatment,
HA bioceramics were cleaned with deionized water for 3 days and
the deionized water was exchanged 3-5 times once a day.
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The surface morphologies of HA bioceramics were charac-
terized using scanning electron microscopy (SEM, SUS8220,
HITACHI, Japan). The stereostructure and roughness of HA
bioceramics were evaluated using a 3-dimensional (3D) laser
microscope (LEXT: OLS4000, Olympus, Japan).

2.2. TTOME in the aspect of directly stimulating osteogenic
differentiation of hBMSCs

Cells culture and seeding. HA bioceramics were first ster-
ilized by moist heat sterilization at 121 °C for subsequent cell
culture. hBMSCs (Cyagen Biosciences, America) were cultured
in basal medium (Cyagen Biosciences, America) with 10% fetal
bovine serum (Cyagen Biosciences, America) to the third pas-
sage (passage 3) for following study. BMSCs were seeded on HA
bioceramics in cell culture plates, which was called the first
stage of cell culture. After culturing for 1 day or 7 days at the
first stage, hBMSCs cultured on HA bioceramics (S0-S3) were
digested with trypsin, followed by being seeded in a new cell
culture plate without bioceramics at the same cell density,
respectively. The reinoculated cells were cultured for further
cell assays, including cell proliferation, alkaline phosphatase
activity and osteogenic gene expression. For a better explana-
tion, hBMSCs cultured on S0-S3 samples at the first stage for
1 day were labeled as S0-1d, S1-1d, S2-1d and S3-1d, respec-
tively, while hBMSCs cultured on S0-S3 samples at the first
stage for 7 days were labeled as S0-7d, S1-7d, S2-7d and S3-7d,
respectively.

Cell adhesion and proliferation. Before other experiments,
we first evaluated the effect of bioceramic stimulation on cells
at the first stage on the subsequent cell morphology. Specifi-
cally, hBMSCs were seeded on S0-S3 samples at the first stage
for 2 days, then transferred to HA-free blank plates for further
culture of 24 h. Finally, cell adhesion was observed using a
confocal laser scanning microscope (CLSM, Leica, Germany).
For the cell proliferation study, hBMSCs digested from S0-S3
bioceramics were reseeded in a new 48-well culture plate with-
out HA bioceramics at a density of 8 x 10> cells per well. When
the reinoculated cells were further cultured for 1, 3 and 7 days,
cell proliferation was evaluated by measuring the viability of
hBMSCs at each timepoint. Briefly, after the culture medium
was removed, 300 pL mixture of basal medium containing cell
counting kit-8 (cck-8, Beyotime, USA) at 10 : 1 ratio was added to
each well and incubation for 2 h at 37 °C. Then, a microplate
reader (Bio-TEk, USA) was used to measure optical density (OD)
absorbance values at 450 nm for assessing cell activity. All
experiments were performed in triplicate.

Alkaline phosphatase (ALP) activity. For assaying ALP activ-
ity, hBMSCs digested from S0-S3 bioceramics were reseeded in
a new 24-well culture plate without HA bioceramics at a density
of 2 x 10* cells per well. After cultivation for 7 days, the residual
medium in the culture plate was removed and replaced with
400 pl lysis buffer (0.1% Triton X100). For enhancing the lysis
effect, culture plates containing lysis buffer were placed at
—20 °C for 10 min and then at 4 °C for 1 h. The obtained
cell lysates were centrifuged and the supernatant was collected
for the ALP assay, which was measured by determining the

J. Mater. Chem. B, 2023, 11, 3816-3822 | 3817


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d3tb00337j

Open Access Article. Published on 06 2023. Downloaded on 30/10/25 07:10:54.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Journal of Materials Chemistry B

transformation of p-nitrophenyl-phosphate (pNPP: Sigma, St
Louis, USA) at 405 nm using a microplate reader (Bio-tek, USA).
In addition, the total cell protein content in each well was also
measured according to a BCA Protein Assay Kit (Beyotime,
USA). Finally, ALP activity was normalized with total cell protein
content, and all the experiments were presented in triplicate.

Real-time polymerase chain reaction (PCR) assay. For real-
time PCR assay, hBMSCs digested from S0-S3 bioceramics were
reseeded in a new 6-well culture plate without HA bioceramics
at a density of 15 x 10" cells per well. After being cultured for
7 days, the total RNA was extracted from cells using Trizol
reagent (Invitrogen, USA) and then reverse-transcribed into
cDNA by PrimeScriptTM RT Master Mix (TaKaRa, China). The
followed PCR reaction was performed using Ex Taq DNA
polymerase (TaKaRa, China) and the related genes runt-
related transcription factor 2 (Runx2), bone morphogenetic
protein-2 (BMP2), alkaline phosphatase (ALP) and collagen
1 (COL1) were measured for evaluating the osteogenesis activ-
ity, while B-actin was taken as a house-keeping gene for normal-
ization. In addition, gene connexin 43 (Cx43) was also analyzed
for investigating cell-cell communication.

2.3. TTOME from the aspect of osteoimmunomodulation
between RAW264.7 macrophages and hBMSCs

The osteoimmunomodulation ability of micro/nano-structures
was firstly evaluated. Briefly, RAW264.7 cells were respectively
seeded on HA samples in 6-well culture plates for 2 and 4 days
at the first stage, and the supernatant of the culture medium
was collected. The conditioned medium for culturing hBMSCs
was further prepared by mixing the collected supernatant with
fresh medium at the ratio of 2: 1. hBMSCs were then seeded in
blank 6-well culture plates with fresh medium for 12 h at a cell
density of 30 x 10 cells per well, followed by replacement with
the conditioned medium for another 4 days of culture. During
this process, hBMSCs cultured in the conditioned medium
which was obtained from RAW264.7 cells incubated with
S0/S3 samples for 2 and 4 days at the first stage were marked
as S0-2d, S3-2d, S0-4d, and S3-4d, respectively. Real-time PCR
analysis was performed following the same procedure in the
above section. The related osteogenic genes, including BMP2,
OCN, Runx2, and COL1 were measured.

To further investigate the memory effect of the activated
osteoimmunomodulation properties by micro/nano-structures.
RAW264.7 cells were seeded on HA samples for 1, 3 and 5 days
respectively at the first stage, followed by being transferred into
a blank 6-well culture plate for an incubation of 3 days. Then,
the supernatant was collected, and the conditioned medium for
hBMSCs was prepared by mixing the collected supernatant with
fresh medium at the ratio of 2:1. Subsequently, hBMSCs were
seeded in 6-well culture plates (30 x 10* cells per well) following
the same procedure as the above study. At the end of the culture
time, the cells were determined for evaluating the osteogenic
differentiation activity of hBMSCs cultured for 3 days. The expres-
sions of osteogenesis-related genes, including BMP2, Runx2,
OCN, and OPN were measured by real-time PCR according to
the stimulation time (1, 3 and 5 days) of micro/nano-structures on
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RAW264.7 at the first stage before transferring into a blank
culture plate, and were divided into the following groups, S0-1d,
S3-1d, S0-3d, S3-3d, S0-5d, and S3-5d, respectively.

2.4. Statistical analysis

All the data were expressed as means + standard deviation with
one way ANOVA (SPSS, v.17.5, USA). The statistically significant
difference between two groups was marked when p < 0.05.

3. Results and discussion

3.1. The surface morphologies of HA bioceramics

HA bioceramics with different surface structures were success-
fully fabricated (Fig. 1). As shown in SEM images (Fig. 1a), the
sample SO was considered as the control group, displaying
smooth and dense crystals of 0.5-1.5 pm. The sample S1, by
contrast, possessed the nanorods with the diameter of 50-70 nm,
while the sample S2 had the micropatterns composed of concave
structures (length of ~106 pm and width of ~25 pm) and convex
structures (length of ~65 um and width of ~15 pum). Moreover,
both the micropattern and nanorod structures are present on the
surface of the sample S3. Micro/nano-hierarchical structure has
been proved to synergistically promote osteogenesis differentia-
tion and suggests the potential application as surface topography
of bone grafts for accelerating bone regeneration.

In addition, the stereo-structures of HA bioceramics with
different topographies were observed by a 3D laser microscope
(Fig. 1b), and the surface roughness of HA bioceramics was
represented by the value of the parameter of arithmetical mean
height (Sa), which were 0.11, 0.49, 4.21, and 7.31 pm in sample
S1, sample S2, sample S3, and sample S4, respectively. This
result corresponded to the SEM images as sample SO had the
smoothest surface, while sample S3 had the roughest surface
because of the hybrid of micro- and nano-structures. According
to the previous studies, our result also implied that the S3
sample could promote better cell attachment and osteogenic
differentiation because of the rougher surface.®

3.2. TTOME from the aspect of directly stimulating
osteogenic differentiation of hBMSCs

We first studied whether the stimulation of bioceramics (S0-S3)
on cells would affect the viability or morphology of cells in

Sa (pm):4.21+0.391  7.31+0.629

Fig.1 (a) SEM images and (b) 3D images of HA bioceramics with the
different surface structures: the smooth (SO), nanorod (S1), micropattern
(S2) and micro/nanohierarchical surface (S3). The inset images in Fig. 1a
represented the high magnification images of SO-S3, respectively.

This journal is © The Royal Society of Chemistry 2023
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subsequent culture. hBMSCs were seeded on S0-S3 biocera-
mics for 2 days at the first stage, and then respectively trans-
ferred into HA-free blank plate at the same cell density for a
further culture of 24 h. Cells cytoskeletons were labeled for
characterizing cells morphology as shown in Fig. 2. All groups
of cells showed good spread, indicating that the stimulation
from bioceramics at the first stage would not damage the
subsequent cells morphology of hBMSCs. Compared to the
cells stimulated by SO at the first stage, the cells stimulated
by S1-S3 with micro/nano-structures exhibited a better cell
spread and more obvious pseudopodia at the later stage,
especially the cells stimulated by S3, which seemed to indicate
that topography-triggered cell adhesion could be remembered.

In our previous study, we found that HA bioceramics with
micro- or nano-structures exhibited enhanced cell proliferation
as compared with that of the flat sample, especially for the
micro/nano-hierarchical structures.® Here, to evaluate whether
the enhanced cell proliferation ability could be remembered,
hBMSCs were first stimulated on S0-S3 bioceramics for 1 or 7 days,
and then transferred into HA-free blank plate at the same cell
density for the further culture of 1, 3, and 7 days, respectively. As
shown in Fig. 3a—c, the enhanced cell proliferation ability activated
by surface topographies could be indeed remembered since a
similar tendency of hBMSC proliferation enhancement was exhib-
ited in groups stimulated by S0-S3 as compared to the cell
proliferation outcomes without the removal of HA bioceramics in
our previous study,® in which the groups stimulated by S1 and S2
had a better effect as compared to the groups stimulated by SO,
while the groups stimulated by S3 had the best cell proliferation at
each timepoint. Such results confirmed that the topography-
triggered cell behavior (such as the proliferation effect) could be
remembered, designated as “memory effect” to reflect the sustained
cell activation of micro- or nano-topographies even after the bone

Actin filament Cell nuclei

Merge

S0-2d

S1-2d

S2-2d

Fig. 2 Confocal microscopy images of hBMSCs incubated on SO-S3 for
2 days (SO-2d, S1-2d, S2-2d, S3-2d) and then transferred to HA-free blank
plates for further culture of 24 h.
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Fig. 3 The proliferation (a—c) and ALP activity (d) of hBMSCs incubated on

S0-S3 for 1 day (SO-1d, S1-1d, S2-1d, S3-1d), or 7 days (SO-7d, S1-7d,
S2-7d, S3-7d) and then transferred to HA-free blank plates for further
culture. *p < 0.05, **p < 0.01, ***p < 0.001.

grafts are degraded. More interestingly, such topography-triggered
cell proliferation effect could be regulated by the stimulation time as
7 days’ stimulation significantly promoted more cell proliferation as
compared to 1 day’s stimulation in all corresponding groups
(e.g,, S3-7d and S3-1d). Considering that different types of biocera-
mics, such as phosphate-based bioceramics and silicate-based
bioceramics, have different degradation cycles. Such findings
revealed the importance of the degradation rate of bone grafts with
micro- or nano-topographies, which should be carefully regulated
before being implanted.

To further evaluate the TTOME from the aspect of directly
stimulating osteogenic differentiation of hBMSCs, the memory
effect of the up-regulated ALP activity in hBMSCs activated by
surface topographies was first confirmed since ALP was a
typical biomarker for osteogenesis in the early stage. Similar
to the cell proliferation study, hBMSCs were first stimulated on
S0-S3 bioceramics for 1 or 7 days, and then transferred into a
blank plate at the same cell density without HA bioceramics for
another 7 days’ incubation. As shown in Fig. 3d, hBMSCs on
S1-S3 still expressed high ALP activity after 1 and 7 days of
stimulation as compared to that on S0, which suggested that
the topography-triggered early differentiation behavior of cells
was persistent and eventually become a memory effect. And a
similar tendency was displayed in the groups stimulated by
S0-S3, in which S3 had the strongest ALP promotion, which was
consistent with the outcomes of ALP expression without the
withdrawal of HA bioceramics in our previous study.® Also,
7 days’ stimulation significantly promoted the expression of
ALP as compared to 1 day’s stimulation in all corresponding
groups (e.g., S3-7d and S3-1d), which suggested that such
topography-triggered memory effect of ALP activity could be
regulated by the stimulation time.

Furthermore, the memory effect of the up-regulated osteo-
genic genes (BMP2, Runx2, ALP and COL1) in hBMSCs acti-
vated by surface topographies was revealed by a real-time qPCR

J. Mater. Chem. B, 2023, 11, 3816-3822 | 3819
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Fig. 4 Osteogenic genes expression of BMSCs cultured on SO0-S3 for
1 day (marked as: SO-1d, S1-1d, S2-1d, S3-1d), 7 days (marked as: SO-7d,
S1-7d, S2-7d, S3-7d) and then transferred to blank plates without
HA bioceramics for a further culture of 7 days. *p < 0.05, **p < 0.01,
***p < 0.001

study. To guarantee the sufficient contents of proteins for
testing, hBMSCs were first stimulated on S0-S3 bioceramics
for 1 or 7 days, and then transferred into a blank 6-well plate at
the same cell density without HA bioceramics for another
7 days’ incubation. As shown in Fig. 4, the cells that underwent
topographic early stimulation still expressed a high level of
osteogenic differentiation after removing the stimulation of
micro/nano-structures. Cells stimulated by S1-S3 bioceramics
for either 1 day or 7 days showed stronger expression of
osteogenic genes than those stimulated by the SO bioceramic,
which suggested that the memory effect of topography-trig-
gered osteogenic differentiation could be sustained. In parti-
cular, the micro/nano-hierarchical structure (S3) still played the
most significant role in continuously activating the expression
of osteogenic genes as presented in our previous study.® It is
worth mentioning that the topography-triggered memory effect
could be easily regulated by the length of topographic stimula-
tion. Magically, Ma et al."® also reported a theory of nanotopo-
graphic memory of small extracellular vesicles for bone
regeneration. They found that small extracellular vesicles
extracted from hBMSCs which were stimulated by nanotopo-
graphy could copy the pro-osteogenesis effect from the nano-
topography to enhance bone regeneration, which seemed to be
consistent with our study. These results also indicated that
topography-triggered memory effect deserved to be further
studied.

Furthermore, the gene expression of Cx43 was assessed, which
was regarded as a major connexin for cell-cell communication.***"
Our previous study has proved that micro/nano-structures could
up-regulating the expression of Cx43.® Here, as shown in Fig. 5,
cells that underwent the stimulation of micro/nano-structures
(S1-S3) at the early stage expressed higher amount of Cx43 in
subsequent HA-free cultures, as compared to cells stimulated by
smooth surface (S0), which indicated that the topography-triggered
memory effect on cell-cell communication could be retained. In
addition, the persistence of micro/nano-structure activation in the

3820 | J Mater. Chem. B, 2023, 11, 3816-3822
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Fig. 5 Cx43 gene expression in hBMSCs cultured on S0-S3 for 1 day
(marked as: SO-1d, S1-1d, S2-1d, S3-1d), 7 days (marked as: SO-7d, S1-7d,
S2-7d, S3-7d) and then transferred to the blank culture plates for another
7 days. *p < 0.05, **p < 0.01, ***p < 0.001.

memory effect of cellular behaviors was further investigated. Cells
cultured on micro/nano-structures for 7 days showed a higher Cx43
protein expression than those incubated for only 1 day, which
suggested that the stimulation time of micro/nano-structures could
regulate the memory effect of cell behaviors. Undoubtedly, the early
stimulation from micro/nano-hierarchical structure was still seen
to be the strongest promoter in the expression of Cx43 via trigger-
ing the memory effect of hBMSCs. Our previous study has also
indicated that Cx43 mediated cell-cell communication could pro-
mote osteogenic differentiation by interacting with BMP2 signaling
pathways.® Considering that Cx43 mediated cell-cell communica-
tion played a crucial role in bone regeneration, topography-
triggered cell-cell communication may also have a memory
function, and possessed the potential to regulate osteogenic differ-
entiation by copying stimulation information from the micro/nano-
structures.

Previous studies have demonstrated that the micro/nano-
structures could promote the osteogenic differentiation of
BMSCs.>*?* Our results preliminarily indicated that the cell
behaviors (e.g., osteogenic differentiation and cell-cell commu-
nication) which have been activated by micro- or nano-structures
were still maintained even when stimulation of surface structures
disappeared. More importantly, such TTOME might be manipu-
lated by the stimulation time, which offers a potential theoretical
basis for the design of bone implants with an optimal degradation
rate of topographies.

3.3. TTOME from the aspect of osteoimmunomodulation
between RAW264.7 macrophages and hBMSCs

Previous studies have proved that the immune response pro-
duced by implanted biomaterials into bone defect sites would
influence the tissue regeneration process.”>”® As a predomi-
nant immune cell, macrophages could be polarized towards
different phenotypes and further modulate the osteogenic
differentiation of BMSCs. In particular, biomaterials with
micro/nano-structures could stimulate macrophages towards
phenotype M2 and further enhanced tissue regeneration.'®>”

The effect of the immune response of RAW264.7 cells
stimulated by micro/nano-structures for different days on

This journal is © The Royal Society of Chemistry 2023
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Fig. 6 The osteogenic gene expression of hBMSCs cultured in RAW 264.7
cells conditioned medium which were stimulated by micro/nano-
structures for 2 or 4 days. *p < 0.05, **p < 0.01, ***p < 0.001.

osteogenic differentiation of hBMSCs was firstly examined.
Here, only micro/nano-hierarchical structure (S3) and the con-
trol group (S0) were selected for further cell experiments
since sample S3 exhibited the strongest promotion of osteo-
genic differentiation as compared to samples with the nano-
structure (S1) alone or the micro-structure (S2) alone. As shown
in Fig. 6, sample S3 had better regulation of the osteoimmune
microenvironment as higher osteogenic genes (BMP2, OCN,
COL1 and Runx2) were expressed in hBMSCs after being
cultured with the conditioned medium collected from
RAW264.7 macrophages stimulated by sample S3 as compared
to sample SO. Also, an enhanced osteoimmunomodulation
ability was observed in both sample SO and sample S3 when
the stimulation time was prolonged from 2 days to 4 days,
indicating the importance of maintaining bone grafts with
suitable topographies for the osteoimmunomodulation.
Furthermore, we wondered if such topography-triggered
osteoimmunomodulation properties could be remembered
after the removal of HA bioceramics. Therefore, we cultured
RAW264.7 macrophages on sample SO and S3 for 1, 3, or 5 days,
respectively, and then transferred them into a HA-free blank
plate at the same cell density for another 3 days’ incubation.
Sequentially, the hBMSCs were cultured for 3 days with the
conditioned medium collected from the above samples. As
shown in Fig. 7, the TTOME in the aspect of osteoimmunomo-
dulation between RAW264.7 macrophages and hBMSCs was
confirmed due to similar trends as compared to the results in
Fig. 7. In a nutshell, the micro/nano-hierarchical structures (S3)
prompted higher osteogenic gene (BMP2, OCN, COL1 and
Runx2) expression in hBMSCs through the osteoimmunomo-
dulation as compared to the plane structures (S0), and this
regulatory effect could be remembered even after the HA
bioceramics were removed. In addition, the prolonged stimula-
tion time on HA bioceramics would significantly improve the
memory effect, especially for sample S3-5d, which had the best
osteoimmunomodulatory effect. Our study revealed that the
topography-activated osteoimmune microenvironment could

This journal is © The Royal Society of Chemistry 2023
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Fig. 7 The osteogenic gene expression of hBMSCs cultured in condi-
tioned medium of RAW 264.7 cells which were cultured for 3 days after the
stimulation of micro/nano-structures (SO, S3) for 1 day (marked as: SO-1d,
S3-1d), 3 days (marked as: SO-3d, S3-3d), and 5 days (marked as: SO-5d,
S3-5d), respectively. *p < 0.05, **p < 0.01, ***p < 0.001.

be remembered and regulated, suggesting that the biomaterial
with a rational surface structure and degradation rate might
achieve a long-term favourable immune microenvironment,
and ultimately affect the regeneration results.

4. Conclusions

Considering the importance of micro/nano-structured surface
topography on osteogenesis and the inevitable degradation of
these topographies in vivo, it is of great significance to deeply
study bone regeneration after the degradation of the surface
topography. In this study, for mimicking cell behaviors (e.g.,
proliferation, osteogenic differentiation) before and after degra-
dation, hBMSCs and RAW 264.7 macrophages were cultured on
HA bioceramics with different surface structures for a certain
time, and then transferred to new HA-free culture plates at the
same cell density for further culture to explore the potential
effect of surface degeneration. Our results confirmed the exis-
tence and tailorability of TTOME, which depended on the
surface structures and simulation time, not only for direct
promotion of osteogenic differentiation of hBMSCs but also for
the indirect osteoimmunomodulation between RAW264.7 macro-
phages and hBMSCs. This study could provide a potential theore-
tical basis to prepare biodegradable biomaterials with micro- or
nano-structures for bone regeneration.
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