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Green fluorescent protein chromophore-based
covalent organic polymers (GFPC-COPs): sensing
of nitroaromatic organic pollutants and
explosives†

Gulshan Anjum,a Ashish Kumar,a Gurunath Ramanathan *a and
Jarugu Narasimha Moorthy *ab

Green fluorescent protein (GFP) is extremely fluorescent in nature, and the chromophore that is

responsible for the remarkable fluorescence has been identified as the benzylidene imidazolinone

moiety. Emulation of high fluorescence, such as that observed in GFP in synthetic models, is thwarted

by rapid bond rotation about CQC and C–C bonds in the singlet-excited state. We have rationally

designed and developed four covalent organic polymers (COPs) based on two di- and trihydroxy-

substituted GFP chromophores, that is, (Z)-4-(4-hydroxybenzylidene)-1-(4-hydroxyphenyl)-2-phenyl-

5-imidazolinone (DHI) and (Z)-4-(4-hydroxybenzylidene)-1,2-bis(4-hydroxyphenyl)-5-imidazolinone

(THI), to emulate the fluorescence properties of GFP. Of the four polymers, two polymers based on DHI

and THI were found to exhibit the highest solid-state fluorescence quantum yields of 83 and 73%,

respectively. They are porous and their BET surface areas based on CO2 sorption studies at 195 K were

found to be 107.9 and 164.8 m2 g�1. AFM analyses of the two polymeric materials revealed that the

polymer based on DHI is comprised of nanosheets, while that based on THI exhibits a nanosphere

morphology. It is shown that both polymers can be employed as sensory materials for the selective

sensing of nitroaromatic compounds (NACs) containing acidic hydrogens, that is, nitrophenols,

nitrothiophenols, and nitroanilines. The quenching efficiencies are found to be more than 80% for these

NACs. For example, 4-nitroaniline (4-NA) and picric acid (TNP) are sensed at sub-ppm levels by the

suspensions of the GFPC-COPs. Furthermore, the COP based on THI is demonstrated to serve as a mop

for rapid adsorption of TNP; the latter is shown to be adsorbed by the COP by more than 50% from its

solution in methanol within 10 min. The results exemplify the potential of innovative biomimetic design

principles as applied to materials development and sensing technology.

Introduction

Green fluorescent protein (GFP) from the Aequorea victoria, a
jellyfish, is a protein which emits green fluorescent light upon
exposure to UV light.1,2 p-Hydroxybenzylideneimidazolinone (p-
HBDI) has been identified as the chromophore unit that is
responsible for the fluorescence of GFP.2 Because of its remark-
able fluorescence (Ffl ca. 79%),3 GFP has been widely employed
as a biological marker for gene expression2 and cell imaging
applications.4 The isolated chromophore of GFP, however, does

not fluoresce in its free state. It is fluorescent only when buried
in the b-barrel structure of the protein, attesting to the fact that
the protein enclosure plays a decisive role in the observed
fluorescence of GFP;5,6 rotation around the exocyclic CQC as
well as C–C bonds of the chromophore in the free state has
been implicated for efficient nonradiative decay of the singlet-
excited state such that the fluorescence is suppressed.7,8 Evi-
dently, the protein cage hinders the free rotation around the
double bond of the GFP chromophore, which is held rigidly by
H-bonds and other hydrophobic forces such that the radiative
pathway is promoted to account for exceptionally high fluores-
cence quantum yield.6,9,10 Buoyed by the remarkable quantum
yield of GFP, several approaches have been explored to restrict
the free bond rotation in the synthetic mimics/analogs of GFP
chromophores and enhance the fluorescence efficiency. These
include the application of an electric field,11 creation of the
b-barrel structure of the protein,12,13 synthesis of self-restricted
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rigid GFP chromophore analogues,14–16 encapsulation in
bioconjugates17 and supramolecular hosts,12 entrapment in amphi-
philic copolymers,18–20 inclusion in porous materials,21–24 etc. GFP
chromophores with enhanced fluorescence efficiency have been
explored for sensing of metal ions such as Zn,25,26 and Hg,27

anions such as F�,28 CN�,29 H2S in water as well as in living
cells,30 etc.

In our ongoing research focused on the development of
functional porous organic materials in a bottom-up approach
by rational design of molecular building blocks,31–34 we were
enticed by the reports of the exploitation of the GFP chromo-
phore in the construction of porous materials, that is, metal–
organic frameworks (MOFs) and covalent porous organic poly-
mers (POPs), to mimic the b-barrel environment of GFP to
hinder bond rotations and exemplify photophysical properties
akin to those of native GFP. Shustova and coworkers first
constructed a MOF based on a structurally modified GFP
chromophore and demonstrated replication of the b-barrel
environment of the chromophore in a MOF by restricting the
bond rotations; the MOF thus created was shown to exhibit
emission lmax and lifetime akin to those of the native GFP. They
also demonstrated approaches involving immobilization as
well as the inclusion of the GFP chromophore in the MOF
cavities and exemplified access to materials with tunable
luminescence properties.21,22 Maji et al. reported the construc-
tion of a POP by employing a triiodo-arylidene imidazolinone
and setting it up for a 3-fold Sonogashira coupling with 3-
connecting 1,3,5-triethynylbenzene.23 The conjugated micro-
porous polymer was thoroughly characterized and its photo-
physical properties were comprehensively established. The POP
was shown to exhibit emission and lifetime similar to those of
GFP. They also showed that the GFP chromophore can be
immobilized on a nanoscale MOF-808 by postsynthetic
modification.24 These studies sufficiently illustrate the fact that
the utility of the GFP chromophore as a building block in the
construction of porous materials permits access to luminescent
porous materials. An incisive analysis of the GFP chromophore,
that is, arylidene imidazolinone, reveals that the resonance
delocalization should render the carbonyl oxygen electron-rich
and hence an excellent hydrogen-bond acceptor, as also the N3
nitrogen with its sp2 hybridized lone pair. These attributes
should make the chromophore extraordinarily sensitive to the
environment. Indeed, solvatochromic studies on GFP chromo-
phores have thoroughly established this feature.10 In this back-
drop, we recognized that the studies of porous materials are
largely limited to mimicking the photophysical properties of
GFP, but any study concerned with the exploitation of the GFP
chromophore-based porous materials for sensing and captur-
ing guest species, by capitalizing on their interaction with the
imidazolinone oxygen and nitrogen atoms, is singularly
lacking.

In recent years, COPs have emerged as a class of porous
materials with exceptional physicochemical stabilities.35–37

Their construction in diverse ways by a judicious choice of
organic building blocks from an infinitely large pool limited
only by one’s imagination and a careful selection of organic

reactions for covalent polymerization from a vast repertoire of
transformations offers the opportunity to develop tailor-made
materials for targeted applications. In continuation of
our efforts on the development of porous functional materials
by de novo rational design,31–34 we have been developing
POPs as heterogeneous catalytic materials for diverse organic
transformations in a recyclable fashion.38–41 Herein, we
show that four polymers, namely, DOIDB, DOITP, TOIDB, and
TOITP, constructed readily by Williamson etherification of
the GFP chromophores, that is, di- and tri-hydroxyarylidene
imidazolinones, with p-xylylene dibromide and 1,3,5-tris(p-
bromomethylphenyl)benzene (Scheme 1), can be used for
turn-off fluorescence sensing of nitrophenols (NPs), nitrothio-
phenols (NTPs) and nitroanilines (NAs) selectively. The latter
are shown to be sensed in sub-ppm levels. Furthermore, the
capture of 2,4,6-trinitrophenol (TNP) effectively by one of
the polymers is also demonstrated. It is noteworthy that
nitroaromatic compounds (NACs) such as nitroanilines, nitro-
phenols, and nitrothiophenols are important raw materials
employed in agriculture, industry and defence applications;
they are used in the synthesis of dyes, pharmaceuticals, pesti-
cides, rubber, explosives, and paints. They indeed constitute
highly toxic pollutants with several health hazards;42–48 2,4-
dinitrophenol (2,4-DNP) and 2,4,6-trinitrophenol (TNP, picric
acid) are explosives.48,49 The latter is a nonbiodegradable
micropollutant with enhanced explosive power compared to
2,4,6-trinitrotoluene (TNT).50

Results and discussion
Synthesis of dihydroxy- and trihydroxy-imidazolinone
monomers (DHI and THI)

The required GFP monomers, that is, (Z)-4-(4-hydroxyben-
zylidene)-1-(4-hydroxyphenyl)-2-phenyl-5-imidazolinone (DHI)
and (Z)-4-(4-hydroxybenzylidene)-1,2-bis(4-hydroxyphenyl)-5-
imidazolinone (THI), were synthesized by following a reported
procedure involving Erlenmeyer azalactone51,52 reaction to
obtain appropriately-substituted oxazolone starting from p-
methoxybenzaldehyde and N-benzoylglycine derivatives, fol-
lowed by reaction of the latter with p-anisidine and subsequent
demethylation using BBr3; both phenols were isolated in excel-
lent yields (Schemes S1 and S2, ESI†). UV-vis absorption and
fluorescence emission spectra of DHI and THI in MeOH are
shown in Fig. S1 (ESI†).

Synthesis of covalent organic polymers

Williamson etherification of DHI and THI with two different 2-
and 3-connecting bromomethylarenes, that is, 1,4-bis(bromomethyl)
benzene and 1,3,5-tris(4-bromomethylphenyl)benzene in the
presence of K2CO3 and CH3CN led to four different polymers.
All the polymers based on the GFP chromophore, that is,
arylidene imidazolinone, were obtained as insoluble materials
after the reaction under reflux conditions over 3 d. The for-
mation of polymers with structures like those shown in
Scheme 1 was established by Fourier-transform infrared
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(FT-IR) spectroscopy and 13C solid-state NMR analyses. Their
physical properties were investigated by thermogravimetric
analyses (TGA), scanning electron microscopy-energy dispersive
X-ray analysis (SEM-EDX), transmission electron microscopy
(TEM) and X-ray photoelectron spectroscopy (XPS). The BET
surface areas and porosity of the polymers were examined by N2

and CO2 gas sorption studies.
The FT-IR spectra of all the product polymers reveal com-

plete conversion of the starting materials to polymers
as evidenced by the absence of absorptions due to C–Br
stretches at 607 and 603 cm�1 in 1,4-bis(bromomethyl)
benzene (BBMB) and 4,400-bis(bromomethyl)-5 0-(4-(bromo-
methyl)phenyl)-1,10:30,100-terphenyl (TBMTP), respectively. At
the same time, the IR spectra of the product polymers also
reveal the absence of absorption bands due to O–H stretches in
DHI and THI at 3361 and 3387 cm�1, respectively. The appear-
ance of an absorption band due to C–O–C stretch in the range
of 1238–1160 cm�1 in all the polymers attests to the successful
formation of covalent organic polymers (Fig. 1a–c). Solid-state
13C NMR spectra were recorded for all the polymers to further
establish their formation unambiguously. The spectra reveal
the presence of different carbon atoms in the polymers. A
prominent signal at 160 ppm is assigned to the imidazolinone
carbonyl group. The peaks at 135.8, 127.7 and 115 ppm,
assigned to different CQC carbons, and the signal at 69.4
ppm, ascribed to the benzylic carbon bonded to the oxygen,
confirm the successful formation of the polymers (Fig. 1d). The
signals marked with asterisks in the region of 45–55 ppm
appear to be those of the trapped solvent molecules.

The TGA analyses under a N2 atmosphere show that DOIDB
loses less than 5% up to 350 1C, while TOITP undergoes weight

loss by up to 13% until 350 1C. It turns out that DOITP and
TOIDB undergo more weight loss and show decomposition
much faster. Otherwise, all polymers exhibit stability up to
350 1C (Fig. 1e). The chemical composition of the polymers was
examined by XPS and SEM-EDX analyses. The full XPS survey
spectra reveal peaks for C 1s, N 1s, and O 1s. The binding
energy for C 1s in the XPS spectrum could be fitted to five
distinct peaks at 284.2, 285.1, 286, 287, and 288.3 eV for
DOIDB, and 284.4, 285.4, 286.3, 287.3 and 288.6 eV for TOITP,
corresponding to the carbon atoms of the aromatic rings (C–C/
CQC/C–H), C–O/CQN, CQC–N/C–N, N–CQO and CQO bonds
of imidazolinone of both the polymers, respectively. The band
corresponding to the binding energy of N 1s could also be fitted
likewise to three peaks at 398.4, 399.5, and 401 eV corres-
ponding to CQN–C, C–N/N–(CQO) and CQN of DOIDB and
at 399.2, 400.4 and 401.8 for TOITP. The XPS spectra for O 1s
can be deconvoluted into two peaks at 531.1 and 532.3 eV for
DOIDB and 531.7 and 533 eV for TOITP corresponding to CQO
and C–O–C; these results indicate the existence of imidazoli-
none and ether bonds within the polymers, confirming the
presence of the GFP chromophore within the polymeric matrix
(Fig. S2, ESI†). From the elemental mapping and SEM-EDX
analyses of both polymers, percentage ratios of C, N, and O
could be evaluated (Fig. S3, ESI†).

The surface areas of all polymers DOIDB, DOITP, TOIDB,
and TOITP based on the Brunauer–Emmett–Teller (BET) calcu-
lation model were determined for nitrogen at 77 K to be 8.2,
23.79, 9.82 and 9.2 m2 g�1, respectively (Fig. S4, ESI†). However,
much better surface areas were determined for CO2 sorption at
195 K. The BET surface areas thus determined based on CO2

adsorption for all the polymers are 107.9, 121.9, 136.2 and

Scheme 1 Synthesis of DOIDB, DOITP, TOIDB and TOITP polymers.
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164.8 m2 g�1, respectively (Fig. 1f and Fig. S4, ESI†). It is
noteworthy that the porosity observed by nitrogen sorption is
unremarkable, while that by CO2 adsorption is moderate for
polymers that contain hetero atoms. In view of the fact that the
BET surface areas are uniformly lower and also because DOIDB
is a 1-dimensional polymer, we have opted to term all the
polymers as covalent organic polymers (COPs) instead of por-
ous organic polymers (POPs) with subdued emphasis on por-
osity. Otherwise, it should be noted that COPs with low surface
areas of the order of 7–40 m2 g�1 have indeed been termed

POPs in the literature.53–55 The pore size distribution of all
polymers calculated by nonlocal density functional theory
(NLDFT) from N2 adsorption data, revealed that the pore sizes
range from 0.77 nm to 1.32 nm (Fig. S5, ESI†). The surface
morphologies were examined for two selected polymers by SEM
after ultrasonication of the polymers for 1 h in MeOH. The SEM
images show that DOIDB is comprised of sheets, while TOITP
COP exhibits spherical morphology (Fig. 2a and e). As can be
seen, the HRTEM image reveals the presence of thin layers and
spheres similar to those observed in SEM (Fig. 2b and f). These

Fig. 1 (a) and (b) FT-IR spectra of DOIDB and TOITP with their monomers and organic linkers. (c) FT-IR spectra, (d) solid-state 13C NMR, (e) TGA and (f)
CO2 adsorption–desorption isotherms of DOIDB, DOITP, TOIDB, and TOITP.
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observations are quite intriguing because DOIDB can only
propagate as a 1-dimensional polymer, while TOITP should
be expected to be a 2-dimensional layered material. The layered
morphology revealed by microscopic analysis suggests that the
1D layers of DOIDB can undergo supramolecular self-assembly
into nanosheets, while the nanosheets in the case of TOITP fold
into nanospheres. These sheets and spheres were further
investigated by atomic force microscopy (AFM). For this pur-
pose, the methanolic colloidal suspensions of the polymers
obtained by sonication for 120 min were drop-cast on a silicon
wafer, and the morphology of the surface was examined. The
height-profile diagrams reveal that the thickness of the sheets
varies in the range of ca. 6–7 nm, while those of the spheres
centre around 5–6 nm, signifying further the fact that DOIDB is
made up of nanosheets (Fig. 2c and d) and that TOITP is
comprised of nanospheres (Fig. 2g and h).

Photophysical properties of the polymers

Solid-state fluorescence excitation spectra of the four COPs
show that all polymers exhibit absorption maxima between
365–371 nm. Similarly, solid-state emission spectra reveal that
all polymers exhibit emission maxima between 510–542 nm
(Fig. 3a–d). The polymers, as expected, were found to be highly
fluorescent under UV light (360 nm) (Fig. 3e). Fluorescence
efficiencies were evaluated by determining their absolute solid-
state emission quantum yields using an integrating sphere
attached to the spectrofluorimeter. To begin with, the literature
reported solid-state quantum yield for pyrene as the standard
(Ffl ca. 68%)56 was established; the quantum yield using our
integrating sphere attachment was determined to be 67.44%
for excitation at 320 nm. Subsequently, the absolute quantum
yields of emission of all polymers were determined; these were
found to be 83, 44, 28, and 73% for DOIDB, DOITP, TOIDB, and
TOITP, respectively, for excitation at lex 365 nm for DOIDB and
DOITP and at lex 370 nm for TOIDB and TOITP. Two polymers,
namely DOIDB and TOITP, exhibited the highest quantum

yields of emission. These are also the two polymers that
exhibited the lowest (DOIDB) and highest (TOITP) BET surface
areas based on CO2 adsorption, which implies that close-
packed polymers exhibit better fluorescence emission. Based
on these properties in conjunction with the results of TGA
analyses, our further studies, vide infra, were restricted to these
polymers, i.e., DOIDB and TOITP.

Solvatochromic properties of DOIDB and TOITP polymers

As mentioned earlier, arylidene imidazolinones are fluorescent
in nature. The influence of solvents on their emission proper-
ties in the solid state was explored by suspending the finely
ground polymers, that is, DOIDB and TOITP, in different
solvents. Thus, 1.0 mg of each of the polymers was dispersed
in 10 mL of a representative solvent, and subjected to ultra-
sonication for 60 min to obtain a homogeneous suspension;
this corresponds to the concentration of 100 ppm based on
mass/volume of the solvent, that is, 0.1 mg mL�1. The solvato-
chromic properties of the polymers were investigated using
such suspensions. The fact that ultrasonication for 60 min does
not affect the structures of the polymers was confirmed by
removing the solvent and analysing the polymeric materials
thus isolated back by IR and solid-state 13C NMR analyses
(Fig. S6a and b, ESI†). While both polymers were found to be
completely non-fluorescent in nonpolar solvents such as n-
hexane, cyclohexane, and toluene, they were found to exhibit
highly fluorescent behaviour in polar solvents such as DCM,
THF, dioxane, DMSO, MeCN, iso-propanol, EtOH, MeOH, and
water. The emission spectra of both polymers in different
solvents are shown in Fig. S6 (ESI†). As can be seen, the
emission lmax of DOIDB was found to shift bathochromically
from 476 nm to 496 nm in going from DCM to H2O. In the same
manner, the emission lmax of TOITP was also found to vary
from 490 nm to 496 nm for DCM to H2O (Fig. S6c and d, ESI†).

The emission properties of both polymer suspensions were
compared with those of their monomers in a solvent such as

Fig. 2 (a) and (b) SEM and TEM images of DOIDB, respectively. (c) and (d) AFM image and height-profile diagram of the nanosheet of DOIDB. (e) and (f)
SEM and TEM images of TOITP, respectively. (g) and (h) AFM image and height-profile diagram of the nanosphere of TOITP.
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methanol. The fluorescence excitation and emission spectra
recorded for both polymers and their monomers in MeOH are
shown in Fig. 4. What is noteworthy is that the excitation and
emission spectra of both polymers DOIDB and TOITP compare
very closely with their absorption maxima differing only by
2 nm (365 and 367 nm) and the emission maxima were likewise
found to differ by 2 nm, appearing at 493 and 495 nm (Fig. 4a
and b). When fluorescence emission properties were contrasted
with those of their monomeric precursors, the polymers DOIDB
and TOITP displayed bathochromically shifted emission max-
ima. The emission is red-shifted by 26–28 nm for both polymers
relative to that of their precursor monomers (Fig. 4c and d).
This attests to the fact that the chromophores are more

stretched out in their conformations such that there exists
more resonance delocalization. Furthermore, the emission lmax

observed for the GFP chromophore in its protein barrel is
504 nm.3 This points to the fact that the chromophore in both
polymers is somewhat twisted with a marginal resonance
inhibition.

‘Turn-off’ fluorescence sensing of 2,4,6-trinitrophenol (TNP)
and other nitroaromatic organic pollutants by DOIDB and
TOITP GFPC-COPs

The presence of pores in the COPs with exposed chromophores
that exhibit high quantum yields of fluorescence were the
prime reasons to examine the interaction of guest species with

Fig. 3 Solid-state fluorescence excitation and emission spectra of (a) DOIDB, (b) DOITP, (c) TOIDB and (d) TOITP, respectively. (e) Images of the
polymers in room light and under exposure to 360 nm radiation.
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the imidazolinone moieties of the chromophores as reflected
by fluorescence changes and develop sensing systems. We
considered hazardous and explosive nitroaromatic compounds
(NACs) for exploring their influence on the fluorescence proper-
ties of the polymer suspensions in MeOH. Amongst nitroben-
zenes (NBs), 2-/3-/4-nitrophenols (NPs), 2,4-dinitrophenol (2,4-
DNP) and 2,4,6-trinitrophenol (TNP) as analytes, the fluores-
cence was found to be influenced dramatically by all except the
parent nitrophenol, implying the necessity of acidic phenol for
turn-off fluorescence sensing. Indeed, 2,4,6-trinitrotoluene
(TNT) was found not to affect the fluorescence (Fig. S7, ESI†).
Clearly, the electron-deficient attribute of the analyte alone is
not responsible for the quenching of the fluorescence of the
polymers. Prompted by this observation, thiophenol and
nitrothiophenols (NTPs), and aniline and nitroanilines (NAs)
were examined for their quenching of the fluorescence of the
polymers. It turns out that aniline, phenol, thiophenol and
nitrobenzene alone were found to be poor quenchers of the
fluorescence of the polymers, attesting to the fact that the
analytes with acidic hydrogens only quench the fluorescence

of the polymers (Fig. S7 and S8, ESI†). Thus, nitroaromatic
compounds containing acidic hydrogens were found to selectively
influence the fluorescence of GFPC-COPs remarkably. We also
checked the sensitivity of DOIDB and TOITP polymers to different
pH values (acidic, neutral and basic) by preparing the suspensions
of the polymers in Milli-Q water and found that they are insensitive
and that their fluorescence is unaffected (Fig. S9, ESI†).

More elaborate fluorescence quenching experiments were
carried out with incremental addition of the NACs to the
suspensions of DOIDB and TOITP polymers in methanol sepa-
rately. The suspension were prepared by dispersing 1 mg of
each of the polymers in 10 mL of methanol, amounting to 100
ppm. With increasing conc. of the NACs, a progressive decrease
in the fluorescence intensities of both the polymers was observed.
The initial fluorescence intensities of the suspensions of DOIDB
and TOITP polymers were found to be quenched by ca. 88% and
86%, respectively, in the presence of TNP of ca. 200 mM concen-
tration, and by ca. 88% and 84% in the presence of 4-nitroaniline
(4-NA) of 200 mM concentration (Fig. 5). The fluorescence quench-
ing data of the polymers were subjected to linear regression

Fig. 4 (a) Fluorescence excitation spectra of DOIDB and TOITP suspensions in MeOH. (b) Fluorescence emission spectra of DOIDB and TOITP
suspensions in MeOH. (c) Comparison of the emission spectra of DHI and DOIDB in MeOH. (d) Comparison of the emission spectra of THI and TOITP in
MeOH.
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analyses using the Stern–Volmer equation to afford Stern–Volmer
quenching rate constants (KSVs). The KSVs thus derived for all the
NACs for excitation of the polymer suspensions at 365 nm
(DOIDB) and 370 nm (TOITP) are given in Table 1. The KSV values

for TNP and 4-nitroaniline are significantly higher than for all
others. In these cases, the quenchers interact with the GFP
fluorophores in both the ground and excited states; the com-
petition experiment involving trinitrotoluene (TNT) and

Fig. 5 (a) and (b) Fluorescence quenching of the suspensions of DOIDB and TOITP in MeOH, respectively, with increasing concentrations of 4-NA; the
Stern–Volmer plots are shown in the insets. (c) and (d) Fluorescence quenching of the suspensions of DOIDB and TOITP in MeOH, respectively, with
increasing concentrations of TNP; the corresponding Stern–Volmer plots are shown in the insets.

Table 1 Stern–Volmer (KSV) constants and fluorescence quenching efficiencies (Z%) of the suspensions of the polymers DOIDB and TOITP in MeOHa

NACs

KSV (M�1) Z%

DOIDB TOITP DOIDB TOITP

2-Nitroaniline (2-NA) 4.6 � 103 4.7 � 103 51 51
3-Nitroaniline (3-NA) 2.4 � 103 2.5 � 103 33 34
4-Nitroaniline (4-NA) 4.9 � 104 2.9 � 104 88 84

2-Nitrophenol (2-NP) 4.6 � 103 4.2 � 103 50 48
3-Nitrophenol (3-NP) 8.9 � 102 1.2 � 103 16 20
4-Nitrophenol (4-NP) 3 � 103 2.9 � 103 39 37
2,4-Dinitrophenol (2,4-DNP) 1.8 � 104 1.5 � 104 57 51
2,4,6-Trinitrophenol (TNP) 4.1 � 104 3.5 � 104 88 86

2-Nitrothiophenol (2-NTP) 7.2 � 103 5.8 � 103 62 57
3-Nitrothiophenol (3-NTP) 7.7 � 102 4.1 � 102 10 7
4-Nitrothiophenol (4-NTP) 8.4 � 103 8.1 � 103 60 61

a The efficiencies were determined for different NACs based on fluorescence intensity changes for the addition of 0.2 mM concentration of each of the analytes.

Paper Materials Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

2 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 0

1/
03

/2
6 

19
:2

0:
19

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n 

3.
0 

U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4ma00811a


© 2024 The Author(s). Published by the Royal Society of Chemistry Mater. Adv., 2024, 5, 9279–9291 |  9287

trinitrophenol (TNP), as monitored by UV-vis absorption
spectroscopy, shows that TOITP binds TNP selectively, vide
infra. Thus, static quenching due to binding in the ground

state as well as competitive absorption by these nitroaromatic
compounds with the GFP fluorophores of the polymers con-
tribute to the efficient quenching of TNP.57,58

Fig. 6 Bar diagrams for the quenching efficiencies of all NACs at 0.2 mM concentration of (a) DOIDB and (b) TOITP.

Fig. 7 (a) and (b) Limits of detection of 4-NA using DOIDB and TOITP, respectively. (c) and (d) Limits of detection of TNP using DOIDB and TOITP,
respectively.
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As can be seen, both polymers respond similarly. The KSV

values for 4-NA and TNP are almost similar for both polymers
(Fig. 5). A similar exercise was carried out for 2-/3-/4-
nitroanilines (NAs), nitrophenols (NPs), and nitrothiophenols
(NTPs) (Fig. S10–S15, ESI†). The quenching efficiencies, Zs,
were also determined for all the analytes examined. These
values are collected in Table 1 and Fig. 6. The maximum
turn-off efficiency was observed for 4-NA among anilines, TNP
among phenols, and 2/4-nitrothiophenol (2/4-NTP) among
thiophenols. Glaringly, the analytes with the nitro group at
the meta position perform poorly. Otherwise, the presence of a
nitro group is found to be indispensable for efficient
quenching.

Comparison of the quenching efficiencies (g%) of the
monomers and polymers

To emphasize the importance of polymeric structures of the
COPs, the quenching of the fluorescence of monomeric chro-
mophores by TNP was investigated. For this purpose, the
methoxy derivatives of the monomers of DOIDB and TOITP

polymers were explored to avoid the effect of H-bonding of the
OH groups on the sensing of TNP. The solutions of dimethoxy
and trimethoxy monomers, i.e., DMI (0.26 mM) and TMI (0.24
mM), in MeOH equivalent to 100 ppm concentration were
employed for quenching experiments. The efficiencies for the
quenching of the fluorescence (Z%) of the monomers in
methanol were found to be substantially lower than those of
the polymers. The Z% values for the monomers were found to
be 12% (DMI) and 37% (TMI) in comparison to 88% (DOIDB)
and 86% (TOITP) for the respective polymers constructed
therefrom. The quenching plots are shown in Fig. S16 (ESI†).

Limits of detection (LOD) of nitrophenols and nitroanilines
with DOIDB and TOITP

To evaluate the sensitivity limits of the polymers for the detection
of representative nitroaniline, namely, 4-nitroaniline (4-NA) and
nitrophenol, namely, 2,4,6-trinitrophenol (TNP), the quenching
experiments were performed with very low concentrations of the
analyte. Plots of quenching efficiencies (Z%) versus the quencher
concentrations reveal the limits of detection (LODs) for 4-NA to be

Fig. 8 (a) and (b) UV-vis absorption spectra of TNP solutions with DOIDB and TOITP in MeOH, showing changes in the concentrations of TNP at
different intervals of time. (c) Percentage of TNP left in the solution after the equilibrium is reached for each of the polymers.
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0.48 and 0.45 mM for DOIDB and TOITP, respectively. Similarly,
the limits of detection for TNP were found to be 2.7 and 2.3 mM for
DOIDB and TOITP, respectively. These values translate into 0.066
ppm and 0.062 ppm for 4-NA using DOIDB and TOITP, respec-
tively. Similarly, the limits of detection for TNP turn out to be 0.62
and 0.52 ppm using DOIDB and TOITP polymers, respectively
(Fig. 7). These limits of detection are quite comparable to some of
the best sensory materials reported in the literature (Tables S1 and
S2, ESI†).

Adsorption of picric acid by the polymers

Buoyed by the remarkable efficiency of the fluorescence of both
polymers by TNP, the capabilities of the polymers to adsorb
TNP as a mop were examined. For this purpose, 10 mg of the
polymer was immersed in 4 mL of 0.5 mM TNP solution in
methanol, and the absorption of TNP was monitored periodi-
cally until the concentration of TNP remained constant. In the
case of DOIDB, the conc. of TNP fluctuated with the equili-
brium being achieved after 6 h of the addition of TNP solution
to the polymer. However, in the case of TOITP, a rapid
reduction in the conc. of TNP was observed within a few
seconds with the equilibrium attained after 10 h. The adsorp-
tion efficiencies of TNP (Z%) were found to be ca. 11% and
83.7% for DOIDB and TOITP, respectively (Fig. 8). Selective
binding of TNP over TNT by TOITP was examined in methanol
by suspending the polymer in the solutions of equimolar
concentrations of TNP and TNT. As monitored by UV-vis
absorption spectroscopy at different intervals of time, the
concentration of TNP was found to decrease gradually while
that of the TNT remained intact (Fig. S17, ESI†).

After the adsorption of TNP, the quantum yields of the
polymers were determined to evaluate their binding in the void
volumes of the polymers. Indeed, in the case of TOITP, the
quantum yield was found to drop to 27% from 73%, while the
change was found to be not significant in the case of DOIDB.
This is completely in agreement with the expectation that
DOIDB is not to show adsorption going by the fact that it is a
1-dimensional polymer unlike TOITP, which otherwise should
be a 2D polymer with specific pockets for guest inclusion. A
palpable fluorescence observed even after the binding of TNP
should be reconciled with the fact that the imidazolinone
moieties are not effectively hydrogen bonded to phenolic
hydrogens.

Conclusions

Inspired by the high quantum yield of GFP, we rationally
designed, synthesized and comprehensively characterized four
covalent organic polymers (COPs), that is, DOIDB, DOITP,
TOIDB and TOITP, based on two different GFP chromophores.
BET surface areas of the polymers show that two of them
exhibit respectable porosities of 107.9 and 164.8 m2 g�1, based
on CO2 sorption studies at 195 K. A thorough investigation of
their photophysical properties shows that all polymers are
emissive in nature, but two of them, that is, DOIDB and TOITP,

exhibit very high fluorescence emission with quantum yields of
83 and 73%, respectively, akin to the natural GFP (79%). The
polymeric matrices of the COPs create an environment similar
to that of the protein environment extant to the chromophore
in natural GFP, restricting the rotations of C–C and CQC bonds
to offset the nonradiative deactivation channel of the excited
states. It is shown that the fluorescent metal-free organic
polymers can be exploited as sensory materials to permit the
sensing of specific analytes selectively, namely, nitroaromatic
compounds containing acidic hydrogens, by efficient turn-off
fluorescence quenching. The electron-rich imidazolinone
moiety of the GFP chromophore in DOIDB and TOITP polymers
facilitates detection of 4-nitroaniline (4-NA) and at sub-ppm
levels, i.e., 0.066 and 0.062 ppm, respectively, and of 2,4,6-
trinitrophenol (TNP) in 0.62 and 0.52 ppm, respectively. It is
noteworthy that trinitrotoluene (TNT), which lacks acidic
hydrogen, does not affect the fluorescence of DOIDB and TOITP
polymers. It is further shown that TOITP serves as a mop for
rapid adsorption of TNP; the latter is shown to be adsorbed by
TOITP by more than 50% from its solution in methanol within
10 min. To the best of our knowledge, the reported results
constitute the first of their kind for the demonstration of
application of polymers constructed from GFP chromophores
for selective turn-off sensing of nitroaromatic compounds and
organic pollutants.

Data availability

Synthesis of DHI and THI, UV-vis absorption and fluorescence
emission spectra of DHI and THI in MeOH, XPS, elemental
mapping, SEM-EDX analyses, and adsorption–desorption iso-
therms of N2 and CO2 of polymers. Pore size distribution of all
polymers. IR and solid-state 13C NMR spectra of the polymers
before and after sonication in MeOH. Emission spectra of
DOIDB and TOITP in different solvents. Fluorescence emission
spectra of DOIDB and TOITP suspensions with increasing
concentrations of NACs. Sensitivity of the polymers DOIDB
and TOITP to different pHs, Fluorescence quenching spectra
of the monomers (DMI and TMI), and selective absorption of
TNP over TNT by TOITP. Comparison of the performances of
DOIDB and TOITP polymers in the sensing of 4-nitroaniline
and TNP with those of other materials reported previously in
the literature. 1H and 13C NMR spectra of the compounds are
available in the ESI.†
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