
Environmental
Science
Water Research & Technology

PAPER

Cite this: Environ. Sci.: Water Res.

Technol., 2025, 11, 1951

Received 20th April 2025,
Accepted 15th June 2025

DOI: 10.1039/d5ew00367a

rsc.li/es-water

Oxygen vacancy-engineered Bi2O2CO3 nanosheets
for enhanced photodegradation of
pharmaceuticals and personal care products in
water†

Helena Pérez del Pulgar, a Josefa Ortiz-Bustos, a Santiago Gómez-Ruiz, ab

Isabel del Hierro *ab and Yolanda Pérez *ac

Defect engineering has emerged as a versatile approach for tailoring the properties of materials to meet

specific functional applications and improve their properties. In the context of environmental remediation,

the introduction of surface oxygen vacancies in semiconductor materials has demonstrated to be a highly

effective strategy to enhance molecular adsorption and contaminants' degradation. Herein, we reported

the synthesis of Bi2O2CO3 nanosheets with surface oxygen vacancies (OVs) via the controlled addition of

an accessible, non-toxic and versatile ionic liquid, choline hydroxide. The presence of OVs was confirmed

by X-ray photoelectron spectroscopy (XPS) and electrochemical techniques, including cyclic voltammetry

(CV) and differential pulse voltammetry (DPV). Upon optimizing the concentration of choline hydroxide, it

was found that the addition of 10% of choline hydroxide yielded a material, Chol10%-Bi2O2CO3, with

significantly enhanced adsorptive and photocatalytic performance. This material efficiently removed not

only antibiotics such as ciprofloxacin (97.5% in 20 min) and sulfamethoxazole (98.5% in 60 min), but also a

UV filter compound, benzophenone-4 (92.4% in 180 min), which are representative of pharmaceuticals

and personal care products (PPCPs) of high environmental concern. Mechanistic studies into reactive

oxygen species involved in the photocatalytic process, together with a thorough study of the energy band

structure, revealed that Chol10%-Bi2O2CO3 generates both hydroxyl (OH·) and superoxide (·O2
−) radicals,

which are essential for the efficient degradation of the recalcitrant UV filter compound, showing the

potential of oxygen vacancy-engineered Bi2O2CO3 nanosheets as promising platforms for water

purification and environmental remediation applications.

1. Introduction

The presence of pharmaceuticals and personal care products
(PPCPs) in aquatic environments has become a significant

global issue due to their detrimental impact on the health of
both aquatic organisms and humans.1 Among PPCPs,
antibiotics like ciprofloxacin (CIP) and sulfamethoxazole
(SMZ) have been detected in various water sources at high
concentrations, which are known to promote the emergence
of antibiotic-resistant bacteria2 and the inhibition of algae
growth, affecting photosynthesis in aquatic environments.3

For instance, CIP concentrations as high as 6.5 mg L−1 have
been reported in waters near pharmaceutical factories,4 while
SMZ concentrations have ranged from 0.1 to 32 μg L−1 in
drinking water.5

In addition to antibiotics, UV filters, widely used as sun-
blocking agents in personal care products (e.g. sunscreens,
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Water impact

A highly effective Chol10%-Bi2O2CO3 photocatalyst with surface oxygen vacancies was developed, capable of removing various pharmaceuticals and
personal care products (PPCPs) of significant environmental concern from water. These include antibiotics such as ciprofloxacin (97.5% removal in 20 min)
and sulfamethoxazole (98.5% in 60 min), as well as a UV filter compound, benzophenone-4 (92.4% in 180 min).
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shampoos) and industrial applications (e.g., food packaging,
paints)6 are of growing concern for the scientific community.
The most common UV filter compound, namely,
benzophenone-4 (BP-4), is particularly resistant to
degradation and has been detected at concerning
concentrations (ranging from 0.2 to 5.8 μg L−1 in influents
and 0.1 to 4.3 μg L−1 in effluents of wastewater treatment
plants and from 0.003 to 1.3 μg L−1 in surface waters).7 BP-4's
ecotoxicological impact, along with its endocrine-disrupting
potential induces significant risks to aquatic organisms.8 Due
to these risks, the development of cost-efficient methods to
eliminate PPCPs from water is urgently needed.

In this context, the removal of BP-4 still remains a
challenge.9,10 Advanced oxidation processes (AOPs) have been
explored for the degradation of BP-4, but complete
elimination occasionally requires the use of chemical
oxidants such as peroxymonosulfate11 and/or hydrogen
peroxide.12 Other methods, including UV/chlorine
disinfection,13 anaerobic biodegradation7 and adsorption14

face some limitations, such as the formation of toxic by-
products or high regeneration costs for adsorbents.
Therefore, the development of more efficient and
environmentally friendly methods for BP-4 is imperative. In
this sense, photocatalysis is a promising process, as
irradiation of a semiconductor with light of suitable energy
excites electrons from the valence band (VB) to the
conduction band (CB), leaving behind holes (h+) in the VB.
These charge carriers facilitate the formation of reactive
oxygen species, such as superoxide (·O2

−) and hydroxyl
radicals (·OH), which can subsequently degrade
contaminants.15,16

Bi2O2CO3, a low-cost, non-toxic, robust and highly active
photocatalyst, has demonstrated high potential for removing
water contaminants. However, its performance is limited,
because of its limited adsorption capacity, and insufficient
presence of oxygen vacancies, among other drawbacks. To
overcome these limitations, it is necessary to modify it to
intrinsically enhance its photocatalytic and adsorption
performance. Some strategies that have been used more
efficiently include ion doping,17 surface18 and/or morphology
modification19 and creating defects (e.g., OVs).20 For instance,
Guo et al.21 reported Bi2O2CO3 nanosheets with functional
groups and OVs, which were synthesized using a
hydrothermal method with ammonia solution and ethylene
glycol as a solvent mixture. Feng et al.22 prepared Bi2O2CO3

materials enriched with surface OVs by using different
amounts of glyoxal at room temperature, enhancing their
active sites. Similarly, Lu et al.23 improved the photocatalytic
properties of Bi2O2CO3 systems via a heat-treatment method
(350 °C for 2 h), resulting in OV-induced Bi2O3/Bi2O2CO3

materials. Thus, these findings support that surface OV
modification is a viable approach for enhancing the
photocatalytic and adsorption properties of Bi2O2CO3.

On the other hand, choline based ionic liquids have
attracted considerable attention due to their low-toxicity,
biocompatibility and biodegradability. The choline cation

([Chol]+), a component of vitamin B4, is classified as safe by
various food regulatory agencies such as the U.S. Food and
Drug Administration and the European Food Safety Agency.24

In particular, choline hydroxide, as a readily available ionic
liquid, has been widely used in various chemical reactions
including base-catalyzed, ring opening, Knoevenagel–Michael
and aldol reactions.25

Inspired by these findings, we propose an alternative
strategy to enhance both the photocatalytic and adsorption
performance of Bi2O2CO3 via surface modification with
choline hydroxide (CholOH). This approach promotes
synergistic effects, including an increase of specific surface
area and the generation of OVs. The resulting Bi2O2CO3-
based materials were characterized by using a wide variety of
techniques including spectroscopy (FTIR, NMR, XPS, UV-vis
and PL) and microscopy (TEM and FESEM), as well as
textural and (photo)electrochemical methods (CV, DPV, EIS
and photocurrent analysis) to investigate the properties of
the modified systems prepared with varying amounts of
choline hydroxide. Notably, our studies show that using an
optimized amount of ionic liquid enhances the performance
of Bi2O2CO3 systems, improving both the adsorption and
degradation of the studied antibiotics (CIP and SMZ) and the
UV filter BP-4 (Table S1†). This resulted in high total organic
carbon (TOC) removals (>80% mineralization for CIP and
>75% mineralization for SMZ and BP-4). Trapping
experiments, identification of degradation compounds, Mott–
Schottky analysis and band structure calculations revealed
several insights on the mechanism and energy band
alignment, highlighting the role of ROS in pollutant removal.
Thus, the approach presented here provides with a simple
solution for the preparation of high-performance systems, by
a choline-modification of Bi2O2CO3 as an environmentally
friendly alternative for the remediation of emerging water
pollutants.

2. Experimental section
2.1. Materials

Bismuth(III) nitrate pentahydrate ≥98% (Bi(NO3)3·5H2O) was
acquired from Chem Lab and sodium carbonate (Na2CO3,
anhydrous) from Scharlau. Choline hydroxide (CholOH, 45
wt% in water) and ciprofloxacin 98% (CIP) were purchased
from Acros Organics. Sulfamethoxazole (SMZ) and
benzophenone-4 (BP-4) were acquired from Fluorochem and
Aldrich-Merck, respectively. Acetic acid and ethanol were
purchased from Carlo ERBA Reagents and VWR Chemical,
respectively. Water was filtered using a Millipore Milli-Q
system (Waters, USA).

2.2. Synthesis of Bi2O2CO3-based materials

Bi2O2CO3 was prepared according to a previously reported
method with some modifications.26 In a typical synthesis,
1.94 g (4 mmol) of Bi(NO3)3·5H2O was dissolved in 6 mL of
acetic acid and the mixture was stirred for 1 h (solution A).
Then, 6.36 g of Na2CO3 (60 mmol) was dissolved in Milli-Q
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water and CholOH (5, 10, or 20% wt) was added to give
solution B. Subsequently, solution B was added dropwise to
solution A and the mixture was then stirred for 1 h. The
resulting solid was filtered, washed with water and ethanol,
and dried overnight at 70 °C. Subsequently, the solid was
calcined at 260 °C for 4 h. The samples were denoted as
CholX%-Bi2O2CO3 (X = 5, 10, and 20). For comparison
purposes Bi2O2CO3 was also prepared using the same
method but without adding the ionic liquid.

2.3. Characterization

Powder X-ray diffraction (PXRD) patterns were acquired using
a Phillips diffractometer model PW3040/00 X'Pert MPD/MRD
at 45 kV and 40 mA, with Cu-Kα radiation (λ = 1.5418 Å). N2

adsorption–desorption isotherms were obtained using a
Micromeritics TriStar 3000 analyzer. ATR-FTIR spectra were
recorded on a Perkin-Elmer Spectrum Two FT-IR
spectrometer (4000 to 400 cm−1). Photoluminescence (PL)
spectra were acquired with a Perkin Elmer FL 8500
fluorescence spectrometer. A Perkin-Elmer LAMBDA 850+
spectrophotometer was used to obtain DRUV-vis diffuse
reflectance spectra. Transmission electron microscopy (TEM)
images were collected using a JEOL F200 electronic
microscope at 200 kV and field-emission scanning electron
microscopy (FESEM) images were obtained using a JEOL
(JSM 7900F) scanning microscope at 10 kV. Electrochemical
measurements were conducted using a potentiostat/
galvanostat (Autolab PSGTAT302) equipped with an
impedance module. The measurements were carried out with
a carbon-paste-modified electrode as the working electrode
(WE), containing 10 wt% of active material in commercial
carbon paste and using Nujol as an agglutinant. Cyclic
voltammetry (CV) and differential pulse voltammetry (DPV)
were measured in an aqueous solution of Na2SO4 (0.2 M) as
the electrolyte, with a platinum rod as the counter electrode
(CE) and an Ag/AgCl/KCl (3 M) electrode as the reference
electrode (RE). Electrochemical impedance spectroscopy (EIS)
measurements were performed using a similar setup, with an
SCE as the RE and 0.2 M KOH as the electrolyte.
Photocurrent experiments were conducted on a drop-cast
glassy carbon electrode as the WE. The ink drop-cast onto
the commercial glassy carbon electrode contained 5 mg of
commercial Ketjenblack carbon and 3 mg of active material
suspended in a mixture of 500 μL of Mili-Q water, 500 μL of
ethanol, and 20 μL of Nafion. A 6 μL aliquot of the resulting
mixture was drop-cast onto the electrode and left to air dry.
Then, the electrode was introduced into an aqueous solution
of 0.2 M Na2SO4 as the electrolyte, with a platinum plaque as
the CE, and Ag/AgCl/KCl (3 M) as the RE. The electrode was
exposed to light for periods of 20 s, followed by 10 s of
darkness.

2.4. Photocatalytic experiments

The photocatalytic activity of the Bi2O2CO3-based samples
was evaluated for degrading contaminants in Milli-Q water

and tap water. Two antibiotics, ciprofloxacin (CIP) and
sulfamethoxazole (SMZ), and a UVA filter (BP-4) were chosen
as target persistent contaminants. In a typical experiment, 20
mg of the bismuth-based sample was added to 20 mL of an
aqueous solution containing the contaminant (15 mg L−1 of
CIP and 10 mg L−1 for SMZ and BP-4). The suspension was
stirred in the dark for 30 min to ensure the adsorption–
desorption equilibrium has been reached. Subsequently, the
suspension was irradiated using a 300 W Xe lamp. An aliquot
was taken at different periods, and the resulting liquid was
analyzed by UV-vis spectroscopy or HPLC. The concentration
of CIP was determined by monitoring the change in
absorbance at 272 nm, while the concentrations of SMZ and
BP-4 were calculated by HPLC (Perkin Elmer LC300 system
with a C18 reverse-phase column (4.4 μm, 4.6 × 100 mm)
equipped with a multiwavelength UV/vis detector at
wavelengths of 262 nm and 227 nm for SMZ and BP-4,
respectively). SMZ concentration was determined using an
isocratic method with a 70 : 30 (water (0.1% formic acid) :
methanol) solvent system and oven temperature of 30 °C. BP-
4 concentration was determined with a solvent system of
acetonitrile and acetic acid (1 mM) in water (30 : 70). The
retention times were 8.03 and 3.78 min for SMZ and BP-4,
respectively.

The total organic carbon (TOC) was measured for the fresh
contaminant solution (TOCinitial) and the resulting solution
after the degradation experiment (TOCfinal) at different
reaction times: 30 min, 60 min and 180 min, for CIP, SMZ
and BP-4, respectively. The mineralization rates were
calculated by determination of TOC using a combustion/non-
dispersive infrared gas analyzer model TOC-V from Shimadzu
and the following equation:

% Mineralization ¼ TOCinitial − TOCfinal

TOCinitial
× 100

Electron paramagnetic resonance (EPR) spectra were acquired

using an EMXmicro spectrometer (Bruker). To detect hydroxyl
and superoxide radicals, 50 mg of the sample was dispersed
in 1 mL of water or methanol, respectively, with 5,5-dimethyl-
1-pyrroline N-oxide (DMPO) as the spin-trapping agent. Then,
the dispersion was irradiated under UV light (xenon lamp,
300 W) for 20 min.

3. Results and discussion
3.1. Synthesis and characterization of Bi2O2CO3-based
samples

The morphology of Bi2O2CO3 can be modified using various
synthetic methods, including templated and not templated
approaches27 as previously reported. In this work, we present
a novel and straightforward alternative method to prepare,
for the first time, Bi2O2CO3 nanosheets using choline
hydroxide (CholOH) as a structure-directing agent, followed
by heat treatment at 260 °C for 4 h. This optimal temperature
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was chosen to ensure the thermal decomposition of CholOH
(occurring at ca. 175 °C)28 while preventing the formation of
Bi2O3 (occurring at temperatures higher than 280 °C).26 By
adjusting the amount of CholOH (i.e. 5%, 10% and 20 wt%),
the materials denoted as Chol5%-Bi2O2CO3, Chol10%-Bi2O2-
CO3 and Chol20%-Bi2O2CO3 were obtained.

The phase composition of the prepared materials was
confirmed by PXRD patterns, as shown in Fig. 1. The
diffraction patterns for both Bi2O2CO3 and CholX%-Bi2O2CO3

samples matched the standard tetragonal phase of Bi2O2CO3

(JCPDS No. 41-1488), indicating that the use of CholOH did
not notably alter the crystal structure of Bi2O2CO3. The
absence of additional peaks in any of the diffractograms
confirmed the high purity of the as-prepared samples.
Additionally, an increase of CholOH amount led to a slight
shift of the (013) and (110) peaks towards higher angles (2θ)
(Fig. S1†) suggesting slight changes in the Bi2O2CO3 lattice.
This observation is consistent with the calculated lattice
parameters, which revealed a reduction of the unit cell (i.e.
cell volume from 213.65 to 204.81 Å3 and c-unit cell
parameter from 13.97 to 13.78 Å) with an increase of
CholOH, suggesting the existence of OVs (Table 1). This
observation aligns with other studies,29 where oxygen
vacancies led to lattice contraction. The crystallite size was
calculated by applying Scherrer's equation to the (013) plane
diffraction peak (Table 1). It was observed that the crystallite
size decreases upon the addition of CholOH in comparison
to bare Bi2O2CO3, and from this point, it increases gradually
with the amount of structure-directing agent. In this context,
it seems plausible that while CholOH facilitates the
formation of smaller crystallites at lower concentrations,
higher CholOH amounts may promote particle growth due to
increased structure-directing effects. Therefore, CholOH
seems to play a crucial role in modulating the crystal
structure and crystallite size of Bi2O2CO3, while also
promoting the formation of OVs.

To further confirm the removal of [Chol]+ moieties in the
Bi2O2CO3-modified nanosheets, FTIR and 13C-MAS-NMR

spectra were recorded. The FTIR spectra (Fig. 2a) show
the characteristic bands attributed to the CO3

2− anions
orthogonally inserted within (Bi2O2)

2+ layers, which are
present in all the studied samples. The bands at 1456
cm−1 and 1382 cm−1 correspond to anti-symmetric
vibration ν3, while the band at 845 cm−1 corresponds to
out-of-plane bending mode ν2 of CO3

2–.30 Moreover, the
peaks at 1067 cm−1 and 691 cm−1 are assigned to
symmetric stretching modes ν1, and in-plane deformation
ν4 of CO3

2−, respectively. The characteristic Bi–O band
appears at 549 cm-1.31 Significantly, in the spectra of
CholX%-Bi2O2CO3 materials new broad bands appear at
3600–3200 cm−1 and at 1640 cm−1, which correspond to
O–H stretching and bending vibration of physisorbed
water molecules, respectively. The appearance of these
bands for CholX%-Bi2O2CO3 materials suggests the
presence of hydrogen bonding between water molecules and
the OVs (i.e., defective O2−/O−) from [Bi2O2]

2+ layers. It is
important to note that no characteristic bands of the [Chol]+

moieties appear in the spectra, suggesting their complete
removal by thermal treatment. To confirm this observation,
FTIR spectra of CholOH and Chol20%-Bi2O2CO3 were
recorded before calcination (Fig. S2†) and the spectra showed
the bands of the [Chol]+ moieties appearing at 1467 and 1523
cm−1 in the spectrum of Chol20%-Bi2O2CO3 before
calcination treatment, which disappear after calcination
treatment. The 13C MAS-NMR spectra (Fig. 2b) provide
additional confirmation of the removal of [Chol]+ moieties.
All samples show a broad peak at δ = 167 ppm, attributed to
interlayered carbonate anions. Interestingly, a signal at δ = 56
ppm is observed in the spectrum of Chol20%-Bi2O2CO3,
which can be attributed to methylene carbon atoms.32 This
suggests that the partial thermal decomposition of [Chol]+

moieties may result in methylene groups within the Bi2O2CO3

structure.
To gain further insights into the chemical composition of

Bi2O2CO3-based materials, high-resolution XPS
measurements were conducted for Bi2O2CO3 and
Chol10%Bi2O2CO3, as representative samples. The full-scan
XPS spectra reveal the presence of oxygen (O 1s), carbon (C
1s) and bismuth (Bi 4f) in both samples (Fig. 3a). The XPS
spectrum of Bi 4f for Bi2O2CO3 (Fig. 3b) displays a doublet
corresponding to Bi 4f5/2 (164.1 eV) and Bi 4f7/2 (158.9 eV),
which is characteristic of Bi3+ species in the [Bi2O2]

2+ layers.33

In contrast, in the spectrum of Chol10%-Bi–Bi2O2CO3, the Bi
4f doublet can be deconvoluted into four peaks. Two less
intense peaks (158.4 and 163.6 eV) are observed to shift to
lower binding energies compared to Bi2O2CO3, supporting
the presence of a lower valent bismuth state (i.e. Bi2+, 158.0
and 163.3 eV)34 and/or the presence of OVs.35 This evidence
confirms the formation of surface OVs on the exterior of the
[Bi2O2]

2+ layers (Fig. S3†). The C 1s peak of the Bi2O2CO3

material (Fig. 3c), associated with the [CO3]
2− species, appears

at 288.5 eV in the spectrum; this peak shifted slightly to
288.8 eV in Chol10%-Bi2O2CO3 suggesting that the electronic
density of C in the CO3

2− layers has been slightly modified.36Fig. 1 PXRD patterns of the Bi2O2CO3-based samples.
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An additional C 1s peak at 284.8 eV can also be deconvoluted
into two signals at 284.8 and 285.6 eV, which were assigned
to adventitious carbon species. In the C 1s spectrum of
Chol10%-Bi2O2CO3, an additional peak is also observed at
283.7 eV, which could be attributed to the presence of
residual carbon from the partial thermal decomposition of
[Chol]+ moieties.37 The O 1s spectra for Bi2O2CO3 and
Chol10%-Bi2O2CO3 (Fig. 3d) were deconvoluted into three
distinct peaks, at 529.6, 530.6 and 531.4 eV. These peaks
correspond to the Bi–O bond in [Bi2O2]

2+, the C–O bond in
CO3

2− and OVs,38 respectively. Notably, the intensity of the
peak at 531.4 for Chol%-Bi2O2CO3 (13.6%) is higher in
comparison to Bi2O2CO3 (5.5%), supporting the hypothesis
that the use of choline hydroxide, as a structure-directing
agent, induces the generation of additional OVs, which are
known to play a crucial role in enhancing the photocatalytic
performance of the material.

The morphology of the samples was examined by FESEM
and TEM (Fig. 4). According to the FESEM images, both
samples are composed of irregular nanosheets with a slight
decrease in the size of the Chol10%-Bi2O2CO3 sample
(Fig. 4b) in comparison with unmodified Bi2O2CO3 (Fig. 4a).
Remarkably, TEM images show that the surface of the
material was significantly modified by CholOH treatment as
evidenced by the presence of rounded edges in the Chol10%-
Bi2O2CO3 sample (Fig. 4d).

A high specific surface area is crucial for enhancing the
adsorption capacity of materials. To assess this, N2

adsorption–desorption isotherms were measured for Bi2O2-
CO3-based materials. All isotherms correspond to type III of
the IUPAC classification, featuring an H3 hysteresis loop (Fig.
S4†). It is important to highlight that Chol10%-Bi2O2CO3

displayed the highest specific surface area, which was twice
that of pure Bi2O2CO3 (22.49 vs. 11.52 m2 g−1) and slightly
higher than other recently reported modified Bi2O2CO3

materials such as N-doped Bi2O2CO3 (ref. 39) (SBET = 17.13
m2 g−1), Bi2O2CO3/BOI-0.5 (ref. 40) (SBET = 15.63 m2 g−1) and
Bi2O2CO3 PS (SBET = 13.87 m2 g−1).41 This result indicates that
using the appropriate amount of CholOH as a structure-
directing agent significantly improves the surface area.

The photoluminescence and optical properties of the Bi2-
O2CO3-based materials were analyzed using PL and DRUV-vis
spectroscopy. All samples showed an absorption band which
appears in the UV region (Fig. S5a†). Therefore, Bi2O2CO3 is
classified as a direct semiconductor (n-type), thus, the band
gap values were estimated using the Kubelka–Munk method,
ranging from 3.24 to 3.32 eV (Fig. S5b,† Table 1). The PL
spectra (Fig. S6†) revealed that bare Bi2O2CO3 exhibited the
highest band intensity, while Chol10%-Bi2O2CO3 showed the
lowest, indicating better separation efficiency of
photogenerated electron–hole pairs in the modified system
(Chol10%-Bi2O2CO3).

Table 1 Specific surface areas (SBET), band gap values, crystallite sizes and lattice parameters of Bi2O2CO3 samples

Material
SBET
(m2 g−1)

Band gapa

(eV)
Crystallite
sizeb (nm)

Lattice parameters

a = b (Å) c (Å) V (Å3)

Bi2O2CO3 11.52 3.32 19.18 3.91 13.97 213.65
Chol5%-Bi2O2CO3 12.26 3.29 11.93 3.86 13.86 206.45
Chol10%-Bi2O2CO3 22.49 3.32 13.13 3.86 13.78 205.66
Chol20%-Bi2O2CO3 12.27 3.24 16.67 3.86 13.78 204.81

a Estimated by the application of the Kubelka–Munk function. b Calculated by Scherrer's equation.

Fig. 2 a) FTIR spectra of the Bi2O2CO3-based materials and b) 13C MAS NMR spectra of Bi2O2CO3, Chol10%-Bi2O2CO3 and Chol20%-Bi2O2CO3.
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Fig. 3 XPS for Bi2O2CO3 and Chol10%-Bi2O2CO3 samples: a) survey spectra, b) Bi 4f region, c) C 1s region and d) O 1s region.

Fig. 4 FESEM images of a) Bi2O2CO3 and b) Chol10%-Bi2O2CO3. TEM images of c) Bi2O2CO3 and d) Chol10%-Bi2O2CO3.
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In addition, the electrochemical properties of the
samples were examined by cyclic voltammetry (CV) and
differential pulse voltammetry (DPV). The CV curves for
Bi2O2CO3-modified carbon paste electrodes (CPE) (Fig. 5a)
exhibited a cathodic peak associated with the reduction of
Bi(III) to Bi(0) at a scan rate of 50 mV s−1. As the scan
rate increases, the cathodic peak shifted to more negative
potentials and the peak current increased, indicating
excellent rate performance of the Bi2O2CO3 electrode, and
rapid faradaic reactions. In alkaline media, Bi2O2CO3

undergoes partial dissolution as shown in eqn 1. Thus,
the first step before the cathodic process involves the
partial dissolution of bismuth species [Bi2O2]

2+ into the
ionic species BiO2

−(aq), followed by its reduction to Bi0

through successive reactions involving different bismuth
oxidation states. So, in the CV curve, the broad reduction
peak at −0.89 V is associated with the reduction of
dissolved Bi3+ species, representing the global process
shown in eqn (2)

Bi2O2CO3 + 2OH− + H2O → Bi(OH)3 + CO3
2− (1)

BiIIIO 3−yð Þ=2OHy þ 3 − y
2

H2Oþ 3e−→ Bi0 þ 3OH− (2)

During the anodic scan, a crossover is observed, which is a
reliable diagnostic tool for confirming the formation of
bismuth metal on the electrode surface. A shift in the
oxidation potential occurs, indicating that it is close to the
metal/metal ion equilibrium potential. This is because the
oxidation of metallic bismuth initiates from the material
deposited on the surface of the electrode. Anodic potential
scans revealed two anodic peaks at −0.24 and 0.28 V, the
latter being followed by a quasi-horizontal plateau. This
behaviour is consistent with the oxidation of Bi0 located at
the surface/solution interface together with the oxidation of
Bi0 farther from the surface. In both cases, the underlying
mechanism involves the oxidation of Bi0 to Bi+ and the
disproportionation of Bi+ to Bi3+ and Bi0 (eqn (3) and (4)). In
a carbonate solution, Bi3+ reacts with OH− to form Bi(OH)3/
BiOOH, which subsequently evolves in an alkaline medium
according to eqn (5).42

Bi0 → Bi+ + e− (3)

Fig. 5 CV for Bi2O2CO3-based samples in Na2SO4 (0.2 M) measured between −1.4 and 1.0 V (V vs. Ag/AgCl/KCl) a) Bi2O2CO3, b) Chol5%-
Bi2O2CO3, c) Chol10%-Bi2O2CO3 and d) Chol20%-Bi2O2CO3.
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3Bi+ → Bi3+ + Bi0 (4)

Bi3+ + 3OH− → Bi(OH)3 + OH− → BiIIIO2
− + H2O (5)

The CV curves for CholX%-Bi2O2CO3 materials (Fig. 5b–d)
show that the main cathodic peak is slightly shifted to lower
(more negative) potentials compared to unmodified Bi2O2CO3

(e.g., −0.95 V vs. −0.89 V for Chol10%-Bi2O2CO3 and Bi2O2-
CO3, respectively). This shift is due to the more abundant
OVs, in Chol10%-Bi2O2CO3, which facilitate the reduction
potential of Bi3+ at lower potentials (more negative). In
addition, during the anodic scans, new oxidation peaks,
attributed to the oxidation of Bi0 species, were observed for
CholX%-Bi2O2CO3 samples confirming the XPS analysis
results regarding the increased density of OVs in the
modified nanosheets.

The results obtained in CV studies are consistent with
those obtained by DPV measurements. The DPV for
unmodified Bi2O2CO3 (Fig. 6a) shows one main peak
attributed to BiO2

−(aq) in solution, as previously discussed.
In the DPV curves for CholX%Bi2O2CO3 materials (Fig. 6b–d),
a new peak is observed, which is attributed to BiO2

−(ads)
adsorbed species. Similar peaks, at higher potentials, have

been attributed to the presence of BiO2
−(ads) adsorbed

species, in CV studies for Bi2O3.
43 DPV can also be utilized to

assess the electrochemical ion exchange performance of
these electrodes in the electrolyte solution. Applying a
reduction potential to the electrode, the bismuth material
gains a negative charge. Consequently, sodium cations from
the electrolyte (0.2 M Na2SO4) are presumably absorbed into
the material to neutralize this negative charge. As mentioned
above, Bi2O2CO3-based materials show substantial cathodic
peaks of Bi(III) species, which may also result in the
incorporation of sodium cations. According to the DPV
curves, it becomes clear that the Chol10%-Bi2O2CO3 electrode
shows a significantly larger redox peak area and higher
current values than the others, demonstrating superior
electrochemical performance and improved ion exchange
performance for sodium cations. This suggests that
Chol10%-Bi2O2CO3 may have more active sites for redox
reactions due to the presence of OVs and a higher adsorption
capacity for positively charged molecules.

Electrochemical impedance spectroscopy (EIS) was
conducted to evaluate the charge transfer kinetics at the
interface between the Bi2O2CO3-modified CPE and the
electrolyte solution. Fig. 7a shows that all samples display

Fig. 6 DPV for Bi2O2CO3-based samples in Na2SO4 (0.2 M) measured between −1.4 and 1.0 V (V vs. Ag/AgCl/KCl) a) Bi2O2CO3, b) Chol5%-
Bi2O2CO3, c) Chol10%-Bi2O2CO3 and d) Chol20%-Bi2O2CO3.
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well-defined semicircles, indicating that the charge-transfer
resistance is the dominant factor controlling the process.
Notably, Bi2O2CO3-modified materials, with 5% and 10% of
ionic liquid, exhibit a minor linear slope, suggesting that
an incorporation of the appropriate amount of the ionic
liquid in the material enhances the diffusion processes
taking place at the electrode–electrolyte interface.
Furthermore, the smaller semicircle radii in the modified
materials indicate that all choline-based systems and
specially Chol10%-Bi2O2CO3 possess lower resistance and
more efficient charge transfer compared to bare Bi2O2CO3,
which aligns well with the results and conclusions taken
from DPV analysis. Additionally, an equivalent Randles
model circuit was fitted for both bare Bi2O2CO3 and
Chol10%-Bi2O2CO3. The equivalent circuit model consists
of four elements RS, Rct, CPE, and ZW (Fig. 7b). Rs

represents the resistance of the electrolyte between the
reference and working electrodes and Rct reflects the
resistance to the transfer of electrons at the electrode/
electrolyte interface. CPE or constant phase element is used
to model non-ideal capacitance behavior arising from
factors such as surface roughness, non-uniformity or
surface porosity of the electrode and ZW or Warburg
impedance is a result of diffusion processes taking place at
the electrode–electrolyte interface44 Rct values are 28 kΩ
and 52 kΩ for Chol10%-Bi2O2CO3 and Bi2O2CO3,
respectively (Table S2†). The lower Rct value for Chol10%-
Bi2O2CO3 indicates enhanced electronic and ionic
conduction, factors that will notably boost the
photocatalytic performance of this material.

To gain additional insights into the interfacial electron
transfer dynamics, photocurrent experiments were conducted
(Fig. S7†). The Chol10%-Bi2O2CO3 sample exhibits a superior
response compared to the other studied materials, indicating
that more photo-induced electrons were generated by this
system. This behavior supports a more effective separation of

photogenerated electron–hole pairs under UV-vis light. In
contrast, Chol5%-Bi2O2CO3 and Bi2O2CO3 show similar
response, while Chol20%-Bi2O2CO3 exhibits the lowest
response, again highlighting the influence of using an
appropriate amount of ionic liquid in the preparation of the
photocatalysts to improve their performance.

This electrochemical behavior together with the
comprehensive characterization techniques employed
previously consistently point to notable changes in the
structural, optical, electronic, and electrochemical properties
of the Bi2O2CO3-modified materials. The control of the ionic
liquid concentration during the preparation of the
nanosheets appears to be a critical factor in achieving
optimal properties. In particular, the Chol10%-Bi2O2CO3

sample exhibited a unique combination of enhanced surface
area, modified chemical composition, and a high density of
OVs. The synergy between structure, surface composition,
and defect engineering highlights the potential of Chol10%-
Bi2O2CO3 as a promising candidate for application in
photocatalytic degradation of pollutants. Therefore, these
properties collectively will presumably contribute to its
superior performance in photocatalytic processes.

3.2. Photocatalytic degradation of CIP by Bi2O2CO3-based
samples

The photocatalytic activity of Bi2O2CO3-based samples was
evaluated first using the antibiotic CIP as a model
recalcitrant contaminant. As shown in Fig. 8a, all samples
exhibited notable adsorption capacity for CIP (i.e., 49.2–
86.9%). The Chol10%-Bi2O2CO3 sample demonstrated the
highest adsorption capacity. It is well-established that
adsorption capacity is significantly influenced by material
characteristics such as specific surface area, crystalline size,
morphological features, defects and surface charge, among
others.45 When comparing the zeta potential of the as-

Fig. 7 a) EIS plots measured for Bi2O2CO3-based samples in KOH (0.2 M) from 0.1 to 60000 Hz. b) Circuit fit of the EIS plots for Chol10%-
Bi2O2CO3 and Bi2O2CO3.
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prepared Bi2O2CO3 materials (Table S3†), similar values were
observed for all samples (ranging from −31.5 to −35.7),
suggesting that surface charge does not play a significant role
in CIP adsorption. Instead, the excellent adsorption capacity
of Chol10%-Bi2O2CO3 can be attributed principally to its
higher specific surface area (22.49 vs. 11.52, 12.26 and 12.27
m2 g−1 for Bi2O2CO3, Chol5%-Bi2O2CO3 and Chol20%-Bi2O2-
CO3, respectively). Moreover, its additional defects, such as
OVs introduced in Chol10%-Bi2O2CO3 further enhance its
adsorption capability by presumably providing more active
sites for CIP interaction.

Remarkably, the Chol10%-Bi2O2CO3 sample
demonstrated the highest CIP removal, achieving 97.5%
within just 20 min (Table S3†). The CIP removal by
Chol10%-Bi2O2CO3 is higher compared to other reported
Bi2O2CO3-based samples (Table S1†) such as BOC-5 (ref. 46)
(86.8% within 60 min) and Br3-Bi2O2CO3 (ref. 47) (95%
within 30 min). In addition, Chol10%-Bi2O2CO3 presents a
higher removal capacity than TiO2-based photocatalysts
(TiO2@PANI48 and 0.4%Cu–0.5%S–TiO2 (ref. 49) and
composite-based photocatalysts (S-C3N4/ZnO, CeO2–Ag/AgBr,
Fe3O4/g-C3N4).

50–52

The removal of pollutants through an adsorption process
is widely considered a cost-efficient, environment friendly
and straightforward method. In this context, the regeneration
capacity is an essential factor in determining the feasibility
and sustainability of the adsorbent. Regeneration processes,
however, are often expensive and energy-intensive, requiring
high temperatures vacuum conditions, microwave irradiation
and or, frequently, the use of organic solvents.53 Given the
remarkable adsorption capacity of Chol10%-Bi2O2CO3

(achieving CIP removal of 86.9% in 30 min), regeneration
experiments were performed using Chol10%-Bi2O2CO3

loaded with CIP. To carry out a sustainable regeneration
process, the CIP-loaded sample was regenerated using a low-
cost and green treatment consisting of washing the sample
with a saturated NaHCO3 solution for 30 min. After the

washing step, the regenerated Chol10%-Bi2O2CO3 was
suspended in a fresh CIP solution and the dispersion was
stirred in the dark for 30 min. The resulting adsorption rate
was 0.011 mg of CIP per mg of material, recovering around
88% of the initial CIP removal efficiency. To go further in the
assessment of the reusability of the system, a second and
third adsorption cycles were performed under similar
conditions, achieving 88% and 83% efficiency, respectively.
This performance, combined with its low-cost and green
regeneration strategy, positions Chol10%-Bi2O2CO3 as a
promising adsorbent for sustainable water treatment
applications.

The reusability of Chol10%-Bi2O2CO3 was also
investigated using a combination of adsorption and
photocatalytic processes (30 min in the dark and 30 min
under UV-vis irradiation), without further treatment. As
shown in Fig. 8b, while the CIP removal by adsorption
notably decreases after the first cycle, the CIP removal
efficiency by Chol10%-Bi2O2CO3 is maintained for at least 6
cycles owing to an increase in its photocatalytic activity. In
other words, in the first run, CIP was mainly removed by
adsorption (86.9% vs. 9.8%), whereas, by the sixth cycle, the
photocatalytic degradation of the pollutant becomes the
principal process (58.6% vs. 29.7%). Additionally, PXRD
(Fig. S8†) and FT-IR analysis (Fig. S9†) confirmed the
stability of Chol10%-Bi2O2CO3, preserving its structure after
6 cycles. These results support the possibility of using
Chol10%-Bi2O2CO3 as a powerful dual-function adsorbent–
photocatalyst.

3.3. Photocatalytic degradation of SMZ and BP-4 by Chol10%-
Bi2O2CO3

To further evaluate the performance of Chol10%-Bi2O2CO3,
its photocatalytic activity was also studied using the target
contaminants sulfamethoxazole (SMZ) and benzophenone-4
(BP-4). The blank tests of SMZ and BP-4 resulted in negligible

Fig. 8 a) Removal of CIP by Bi2O2CO3-based materials and b) CIP removal by Chol10%-Bi2O2CO3 during six consecutive photodegradation cycles.
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degradation, indicating the need to use reactive oxygen
species (ROS). In this regard, several authors have reported
the efficient removal of SMZ through a photocatalytic process
combining semiconductors (Table S1†). Herein, our as-
prepared single semiconductor, Chol10%-Bi2O2CO3, was able
to eliminate 44.4% of SMZ in 30 min by adsorption to finally
achieve a complete removal within the next 60 min under
UV-vis light irradiation (Fig. 9a). This again demonstrates the
promising adsorption and photodegradative ability of
Chol10%-Bi2O2CO3.

For BP-4 removal, it is important to highlight that
Chol10%-Bi2O2CO3 exhibited exceptional photodegradation
performance in the absence of any additional oxidant,
removing BP-4, almost completely, in 180 min (Fig. 9b). The
kinetic constants (k) were calculated from a pseudo-first
order reaction (Fig. S10†), resulting in a high-rate constant, k
= 0.053 and k = 0.014 min−1, for the degradation of SMZ and
BP-4, respectively. Comparing the photocatalyst performance
of Chol10%-Bi2O2CO3 with other reported photocatalysts, our
material is able to remove SMZ faster than composites such
as BiOBr/Bi12O17Br2 (ref. 54) and AgBr-BaMoO4 (ref. 55) with
kinetic constants of 0.022 and 0.01 min−1, respectively (Table
S1†). Note here that the reported photocatalysts mentioned
are composed of two semiconducting materials, in contrast
to the simple semiconductor Chol10%-Bi2O2CO3 reported
here. Furthermore, the BP-4 removal by Chol10%-Bi2O2CO3

(UV-vis, k = 0.014 min−1) is slightly higher than that of TiO2-
based nanowires56 (UV-vis/H2O2, k = 0.0129 min−1) and
slightly lower compared to that using the UV/chlorine
method (k = 0.02 min−1).10

3.4. Photocatalytic degradation mechanisms and pathways

To deeply understand the degradation process of CIP, SMZ
and BP-4 by Chol10%-Bi2O2CO3, scavenger experiments were
carried out using isopropanol (IPA), p-benzoquinone (BQ)
and ascorbic acid (AA) as trapping agents for hydroxyl

radicals, superoxide radicals and holes, respectively (Fig.
S11a†). For CIP degradation, holes are the main active
species (efficiency drops from 98.8% to 39.2% in the
presence of AA) and superoxide radicals are the secondary
species (a 20% reduction in the removal in the presence of
BQ), while hydroxyl radicals seem to not contribute to the
process. For SMZ degradation, holes and superoxide
radicals are also the primary and secondary reactive
species, respectively, while hydroxyl radicals also play a role
in the process (removal decreases from 92.4% to 62.5%). In
contrast, BP-4 degradation is affected by the presence of all
scavengers, with the degradation efficiency decreasing to
21.1%, 12.3% and 0% in the presence of IPA, AA and BQ,
respectively. This indicates that for an efficient degradation
of BP-4 the presence of holes, superoxide radicals and
hydroxyl radicals is determinant and they all play an
important role in the removal process. To confirm this,
EPR measurements were carried out to detect hydroxyl
(·OH) and superoxide (·O2

−) radicals in Bi2O2CO3 and
Chol10%-Bi2O2CO3 samples. For both samples, the peaks
corresponding to ·OH radicals were clearly observed after
20 min of UV irradiation, with the Chol10%-Bi2O2CO3

sample exhibiting the highest intensity (Fig. S12a†). In
contrast, the typical peaks associated with the DMPO–O2·

−

adduct were not significantly detected in either sample
(Fig. S12b†). Since photogenerated holes are involved in the
formation of ·OH radicals, both holes and ·OH radicals are
considered to play a major role in the photodegradation
process for the Chol10%-Bi2O2CO3 sample, as previously
observed by scavenger experiments.

Additionally, the proposed degradation pathways for the
three PPCPs were determined by HPLC/MS (Fig. S13, S15 and
S17†). In the proposed degradation pathways of CIP (Fig.
S14†), the CIP molecule undergoes a defluorination process
(m/z = 313), followed by piperazine ring opening and loss of
N atom (m/z 300).57 The fragment could evolve through two
possible approaches, both involving modifications to the

Fig. 9 Photocatalytic degradation of a) SMZ and b) BP-4 using Chol10%-Bi2O2CO3.

Environmental Science: Water Research & Technology Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

6 
 2

02
5.

 D
ow

nl
oa

de
d 

on
 1

8/
10

/2
5 

11
:2

6:
06

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d5ew00367a


1962 | Environ. Sci.: Water Res. Technol., 2025, 11, 1951–1965 This journal is © The Royal Society of Chemistry 2025

piperazine ring moieties, which generate the same mass (m/z
= 272). CIP-4a could undergo transformation of the
piperazine ring until the formation of a primary amine (m/z =
244)58 or lose the carboxylic group of the quinoline ring,
leading to the formation of CIP-6 (m/z = 228). The latter could
lose the amino moiety (CIP-7) and undergo cleavage and
opening of the quinolone and benzene rings.59 Finally, the
fragment continues its decomposition through the formation
of malonic acid (m/z = 104) until mineralization (CO2 +
H2O).

60

In addition, three possible degradation pathways are
proposed for the degradation of SMZ (Fig. S16†). In the first
pathway (I), the cleavage of the S–N bond of SMZ via the
hydrolysis of the sulfonamide bond generates the
degradation product SMZ-1 (m/z = 99). In contrast, in
pathway II, SMZ could be converted to 2,4-dinitrobenzene-
sulfinic acid (SMZ-2) through consecutive ·OH attacks.61 A
third possible pathway involves the cleavage of the isoxazole
ring to give SMZ-3 (m/z = 215) initially, followed by the loss of
the formamide group to form SMZ-5 (m/z = 172).62 An
intermediate of SMX-3 undergoes loss of the amine group,
giving 2-oxo-N-(phenyl sulfonyl) acetimidamide (SMZ-4) and
the formamide group of SMZ-5 is oxidized to sulfonic acid
(SMZ-6), which is eliminated in SMZ-7 (m/z = 125). Benzoic
acid (SMZ-8) is transformed into maleic acid (SMZ-10) or
phenol (SMZ-9), which can convert into malealdehyde (SMZ-
12), resulting in benzene (SMZ-11). The last degradation
intermediates consist of several molecules with diol groups
(SMZ-13, SMZ-14 and SMZ-15).

Finally, the BP-4 degradation could follow two different
pathways (Fig. S17†). In the first path, the reduction of the
sulphonic group to a mercapto group leads to the formation
of BP-4-1, which could be replaced by a hydroxyl group in the
BP-4-2 intermediate and then evolves to BP-4-3.61 Pathway II
starts with the cleavage of the molecule at the ketone group,
oxidizing it to a carboxylic acid (BP-4-4). The latter could
form two intermediates with the same m/z fragment (BP-4-5
and/or BP-4-6).7 BP-4-5 (m/z = 218) could generate also two
possible new molecules (BP-4-7 and BP-4-8) depending on the
reduction of one of the ketone groups. On the other hand,
BP-4-6 leads to BP-4-9 (m/z = 184) by transforming all the
functional groups of the ring and gives BP-4-10 or BP-4-11
when the formate group turns into a methoxy or a hydroxyl
group, respectively. The last steps of the mechanism involve
the loss of the hydroxyl groups from the phenyl ring (BP-4-12
and BP-4-13), the saturation of its bonds (BP-4-14) and its
opening (BP-4-15) until the formation of the final fragment
BP4-16 (m/z = 62).

The toxicity of degradation products was estimated using
the Toxicity Estimation Software Tool (T.E.S.T) (Tables S4 and
S5†), resulting in a low or no toxicity of the degradation
intermediates. Furthermore, mineralization rates were
determined for the three degradation experiments at
optimized reaction times: 30 min, 60 min and 180 min, for
CIP, SMZ and BP-4, respectively (Fig. S19†). The TOC removal
efficiencies of the Chol10%-Bi2O2CO3 photocatalyst were

remarkably high (83.3% mineralization for CIP, 75.5% for
SMZ and 79.9% for BP-4), revealing its effectiveness in the
photocatalytic degradation of these pollutants.

3.5. Photocatalytic degradation of CIP, SMZ and BP-4 in tap
water

To further assess the applicability of Chol10%-Bi2O2CO3

under realistic conditions, the degradation of three selected
target contaminants (CIP, SMZ and BP-4) was tested in tap
water from Madrid (Spain), which contains various anions
and cations (see Table S6†). As shown in Fig. S11b,† complete
removal of CIP was achieved in both Milli-Q and tap water,
indicating that the presence of ions in tap water does not
affect the degradation process of CIP. In contrast, the
degradation efficiency of SMZ and BP-4 significantly
decreased, from 98.5% to 18% and from 92.4% to 42%, from
Milli-Q to tap water, respectively. This seems to be due to the
presence of the inorganic anions that could trap the reactive
species involved in the degradation process. In this regard,
tap water contains ions such as chlorine (Cl−), sulphate
(SO4

−2), and carbonate (CO3
−2) (Table S6†), which have been

described as scavengers of hydroxyl radicals.59 As mentioned
in the previous section, hydroxyl radicals seem to play a
significant role only in the degradation SMZ and BP-4, but
not in the elimination of CIP (Fig. S11a†), which supports the
hypothesis of hydroxyl radicals being trapped by these ions
present in tap water.

These results highlight the complexity of pollutant
degradation in real water matrices and give an overview of
the importance of understanding the interactions between
inorganic ions and reactive oxygen species in the degradation
of persistent pollutants in water. Despite these challenges,
Chol10%-Bi2O2CO3 shows a robust performance in removing
CIP and seems to offer significant potential for the
degradation of other contaminants in natural water systems.

To determine the valence band potential (EVB) and
conduction band potential (ECB) for Chol10%-Bi2O2CO3 and
Bi2O2CO3, EIS experiments were conducted. As expected,

Fig. 10 Proposed mechanism for Bi2O2CO3 and Chol10%-Bi2O2CO3.
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Mott–Schottky plots of both materials exhibit positive slopes
(Fig. S20†), confirming their classification as n-type
semiconductors. The flat band potential was determined
from the intersection of the plot with the x-axis, resulting in
values of −1.44 and −1.55 V vs. Ag/AgCl (equivalent to −0.80
and −0.86 V vs. NHE) for Bi2O2CO3 and Chol10%-Bi2O2CO3,
respectively.

For n-type semiconductors, the flat band potential
typically aligns near the ECB. Thus, the ECB yielded values of
−0.70 and −0.76 V, while EVB values (estimated from ECB = EVB
− Eg) were found to be 2.62 and 2.55 V for Bi2O2CO3 and
Chol10%-Bi2O2CO3, respectively. These shifts in the ECB and
EVB bands might be influenced by the introduction of choline
hydroxide. A proposed mechanism for both materials is
illustrated in Fig. 10.

According to the results, the superior photocatalytic
performance of Chol10%-Bi2O2CO3 seems to rely on three
main factors: i) its larger surface area, which enhances
adsorption capacity and increases the number of active sites
for photocatalysis; ii) its high density of OVs, which facilitates
charge transfer and reduces the recombination of
photogenerated charges; and iii) its enhanced electronic and
ionic conductivity and boosted photocurrent activity which
helps in the improvement of the photocatalytic efficiency.

4. Conclusions

For the first time, Bi2O2CO3 nanosheets were successfully
synthesized using choline hydroxide as a structure-directing
agent for water remediation. Due to the higher concentration
of OVs, Chol10%-Bi2O2CO3 exhibited more efficient charge
transfer and enhanced charge separation compared to
pristine Bi2O2CO3, as evidenced by DPV, EIS and PL
measurements. These properties highlight the potential of
Chol10%-Bi2O2CO3, as a functional material capable of acting
both as an adsorbent and a photocatalyst for the degradation
of various PPCPs, including CIP (97.5% in 20 min), SMZ
(98.5% in 60 min) and BP-4 (92.4% in 180 min), in the
absence of any additional oxidant. This performance
surpasses many other bismuth-based materials reported in
the literature.

The comprehensive mechanistic study of the degradation
of pollutants in water using Chol10%-Bi2O2CO3 revealed that
the position of energy bands of this material and the
experiments with trapping agents make this material capable
of generating both hydroxyl and superoxide radicals. This
capability offers a significant advantage over other bismuth-
based materials, as it allows to produce a greater variety of
reactive oxygen species (especially hydroxyl and superoxide
radicals, confirmed by scavenger experiments), thereby
enhancing its photocatalytic activity and potential. In this
sense, the TOC removal was exceptionally high, 83.3%
mineralization for CIP, 75.5% for SMZ and 79.9% for BP-4.

Furthermore, Chol10%-Bi2O2CO3 has demonstrated to be
a robust material, with outstanding stability (confirmed by
different techniques) and excellent reusability for at least 6

consecutive degradation cycles. These results position
Chol10%-Bi2O2CO3 as a reliable material for long-term
photocatalytic applications.
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