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Steenberge, & ¢ Dagmar R. D'hooge & *<@ and Mariya Edeleva & *2

Poly(ethylene terephthalate) (PET) waste streams hold high societal and commercial value, with
complementary mechanical and chemical recycling technologies enabling a circular implementation for
many generations and life cycles, provided the multi-scale characteristics of polyester synthesis and
recycling are properly quantified. The present contribution highlights the challenges faced by the PET
mechanical recycling industry, connecting (i) variations at the molecular scale (e.g. degradation
reactions), co-defining the material and ultimately the application properties, with (ii) variables at the
plant scale (e.g. pre-treatment efficiencies). It is explained why both a polymer reaction engineering
(PRE) analysis for the key processing (e.g. extrusion and solid state modification) units and a life cycle
assessment (LCA) analysis at the process level (e.g. energy calculations) from the field of environmental
engineering science (EES), acknowledging changes in contamination (e.g. non-intentionally added
substances (NIAS)) levels and PET supply, are necessary. For each unit in the production plant the main
influencing factors are discussed, highlighting how the overall performance is affected by the
performance of each unit, from collection to relaunch of the PET product on the market. It is also

elaborated how model-based design and data analysis can support the overall process and energy
Received 14th September 2024

Accepted 8th December 2024 optimization. General guidelines are formulated, facilitating the combined molecular and process scale

driven assessment of the feasibility of mechanical recycling technology. This in turn allows the
initialization of a more fundamentally based framework for decision-making regarding preferred
recycling technologies, including both the PET mechanical and chemical recycling routes.
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Sustainability spotlight

PET mechanical recycling is an important technology to realize polymer circularity (UN SDG 12). Industrially the process can be challenging, due to the impact of
contaminants (e.g. non-intentionally added substances; NIAS) as well as feedstock variations. The current review connects lower and higher technology read-
iness level (TRL) research and process design, combining polymer reaction engineering (PRE) and life cycle analysis (LCA) along the value chain. It is showcased
that our current regulations on PET (waste) product quality can be further fine-tuned by mitigation at the process level (UN SDGs 9 and 13), once more science-
driven analysis of each unit in the PET recycling plant is within reach by integrating experimental and software-based analysis.

with an expected market value of over 40 billion dollars by 2033
according to a compound annual growth rate of ca. 4% from

1. Introduction

Polyester-rich waste streams are highly relevant in the global
landscape of polymer recycling. The leading (thermoplastic)
polyester is poly(ethylene terephthalate) (PET), with applica-
tions such as liquid containers, packaging and fibers."* The
most well-known commercial polyester item is the PET bottle,
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2023 to 2032.°> Another important application is the PET tray,
contributing to a market share of 25% in the packaging product
segment in 2020 for the European Union (including e.g. the
United Kingdom).*

PET recyclability is facilitated by its thermoplastic nature,
allowing re-melting and solidification. Moreover, the revers-
ibility of PET synthesis with its core polycondensation reac-
tions, delivering small byproducts (e.g. water and methanol),
makes PET-based products suitable for a wider range of recy-
cling technologies, including chemical modification via either
chain repair or full monomer/oligomer recovery. Consistently,
the European Commission (EC) is demanding that certain PET-

© 2025 The Author(s). Published by the Royal Society of Chemistry
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based packaging materials need to include already 30% of
recycled plastics by 2030,° exemptions being contact-sensitive
applications such as medical, veterinary and food contact
products requiring stricter safety and hygiene regulations.*” A
challenge is that per recycling cycle the PET/polyester feed
composition will change because of the mixing of different
generations of (sorted) waste. This waste mixing likely involves
different average chain length ranges and contamination levels,
as well as geographically influenced variations in collection
efficiencies.

As illustrated in Fig. 1, three main industrial technologies for
PET recycling are mechanical or primary recycling, chemical or
secondary recycling, and physical or tertiary recycling.® In
mechanical recycling, reshaping at the polymer level is aimed at
minimizing (chemical) degradation reactions, whereas in
chemical recycling the goal is to chemically transform polymer
molecules into their original building blocks from the
synthesis.” Here one can distinguish depolymerization,
reversing the synthesis, and pyrolysis.
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For PET, chemical depolymerization can be realized via
solvolysis, benefiting from the reversible nature of poly-
condensation reactions, ensuring (direct) repolymerization.”*®
For PET chemical recycling, one does not need to rely by default
on pyrolysis delivering solid/melt-gas phase transitions, as for
instance the case for chemically converting polyolefin waste
into low carbon products.'* Physical recycling employs in turn
dissolution and precipitation techniques to extract the desired/
purified polymer from the waste stream.'” Both solvolysis and
dissolution recycling use (chemical) solvents, so sometimes
both are for simplicity categorized as chemical recycling tech-
niques. However, from a more fundamental point of view,
physical recycling should be distinguished from chemical
recycling, as only chemical recycling aims at (dedicated)
chemical modification of the polymer.

In the present contribution, the main emphasis is on the
industrial principles and challenges for PET mechanical recy-
cling technology, seeing as the main alternative for this tech-
nology is solvent-based depolymerization, and thus, chemical
recycling technology through solvolysis. Mechanical recycling
and solvolysis are complementary but it is currently unclear
when which technology is preferred under which circum-
stances. We for instance still need to formulate a detailed
answer to the following questions: (i) what is the impact of the
quality of incoming waste on the recycling efficiency and
economics of a given technology; (ii) how easily can recycled
product streams be launched into the polymer and plastic
market still dominated by virgin products and materials; and
(iii) how decisive is the overall energy cost in the choice of
a preferred recycling technology as well as the coupled plant
design?

It goes without saying that many (process) variables come
into play - along the whole polymer value chain - to verify if
a certain recycling technology is economically viable in our
societal striving for a circular world for plastic materials and
products. In this context, a dedicated and systematic multi-scale
approach, synergistically strengthening and bridging several
scientific fields, is required for research innovation and process
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Fig. 1 General principles for PET mechanical recycling via re-processing and PET chemical recycling, complemented with other techniques
such as physical recycling via dissolution/precipitation.® IV: intrinsic viscosity; SSP: solid-state polymerization.

design activities, connecting the academic and industrial
community. To enable a long-term circular implementation for
PET products, a much better fundamental understanding of
recycling technologies should be targeted, accounting for vari-
ations in feedstock (collection) as well as local and world-wide
regulations and future intentions.

For a more fundamental understanding of PET recycling
technologies, one needs to link investigations and data analysis
at a lower and a higher technology readiness level (TRL). It
should be stressed that even for the virgin PET and in general
the virgin polymer market such linkages are rather rare. This is
because we first need a detailed research approach at both TRL
types before one can attempt their connection, which is
historically less embedded in our overall product design
approach; in academia in many cases most research studies
deal with the very low TRL end (although sometimes with more
realistic feedstock validation for at least a single unit), and in
industry the focus is mainly on high TRL activities connecting
several process units, considering rather fast decision making
for the prior lower TRL input. However, only by better con-
necting both TRL types can one achieve a better interconnected
adaptation to deliver genuine multi-scale design of the whole
value chain for a long time period, correcting for sudden
changes in product quality, societal expectations and govern-
mental regulations.

To achieve a better connection of lower and higher TRL
activities for PET mechanical recycling in the next decade, the
current contribution aims at setting out general guidelines.
This is done starting from our recent lower TRL contribution,*
dealing with PET degradation under ideal lab scale conditions,
with at most a limited disturbance of contamination for the
ongoing degradation reactions. The lower TRL contribution
highlighted that depending on process variables such as

1998 | RSC Sustainability, 2025, 3, 1996-2047

temperature, mechanical forces (e.g. screw design), oxygen and
water concentration, as well as exposure to sunlight, different
(degradation) reaction pathways are more or less likely. The
relevance of these pathways is additionally influenced by the
type of comonomer unit present in the polyester backbones,
and thus, influenced by the polyester feedstock composition.**
It has been further demonstrated by Fiorillo et al.*® that the PET
rheological, thermal and mechanical material property varia-
tions upon consecutive ideal recycling can at least be partially
correlated to the dominant molecular degradation reactions.
Hence, at a lower TRL, it is critical to realize a clear under-
standing of the interactions and modifications of the (polyester)
molecules present. One needs to sufficiently account for the
chemistry variations, keeping in mind that the (melt) viscosity
influences the (macro)molecular mobility and thus the
observed (or apparent) mechanical recycling kinetics.'*** This
implies profound knowledge from the polymer reaction engi-
neering (PRE) field for PET mechanical recycling optimization
and market validation, recognizing the molecular scale.

As demonstrated in the current contribution, contaminants,
specifically Non-Intentionally Added Substances (NIAS) such as
benzene and bisphenol A, as present in higher TRL applica-
tions, complicate the appreciation of the mechanical recycling
process at this molecular scale. There is thus a large difference
between (low TRL) ideal lab scale and (high TRL) industrial
scale PET mechanical recycling. Industrially, the waste needs to
be collected, sorted and pre-treated, and this can increase the
number of undesired (macro)molecules upon passing the pro-
cessing train. For instance, the engineering actions in the
washing unit of the recycling plant can affect the re-processing
(repairing) potential later on in the plant, as certain (macro)
molecules do not contain the correct functional end-groups. It
can also be expected that a different PET waste entry is best

© 2025 The Author(s). Published by the Royal Society of Chemistry
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treated with another overall plant scheme, i.e. the specific
connection of certain pre-treatment and re-processing units
either in the melt or solid state could be different for an optimal
recycling performance.

In other words, for an industrial assessment of the PET
mechanical recycling potential, one needs to evaluate the recy-
cling technique efficiency from a life cycle assessment (LCA)
point of view alongside a PRE one. Only then will it become
clear how many generations of PET waste can be effectively
managed using the mechanical recycling technology for a given
geographical and legislative framework. It should be stressed
that almost no contributions in the open literature exist that
connect LCA with PRE insights, so that an unbiased interpre-
tation of the compatibility of different PET recycling technolo-
gies in the overall polyester market is at this stage of a more
subjective nature. At most one acknowledges some average PRE
properties at the application level to define quality. LCA input
on for instance energy use is merely a rough estimate that is
yield and not chain length/functionality driven.

In what follows, it is first explained how PRE and LCA prin-
ciples can be utilized to deliver science driven guidelines and
boundaries for the selection of a certain mechanical recycling
technology, acknowledging low and high TRL influencing
factors. The most essential reactions at the molecular scale as
well as the most important units at the process scale are dis-
cussed, and it is specifically highlighted which type of
contaminant can alter the preferred connection of both scales.
The impact of contaminants is also embedded in a concise
overview of the current (European) standards and regulations,
complemented by an overview of recycled PET (rPET) applica-
tions also addressing routes not involving mechanical recycling
(e.g. physical recycling). This is done to identify challenges for
the overall PET recycling community, bridging lower and higher
TRL tasks and to open the pathway for an international road-
map, on introducing long-term circularity for PET and in
general the polyester market.

2. Guidelines on selecting PET
mechanical recycling: the need to
connect the molecular and process
scales

At the process level, from an energy point of view, mechanical or
secondary recycling of PET (streams) is very likely the preferred
technique over chemical or tertiary recycling as well as energy
valorization/recovery or quaternary recycling.’* However, the
downsides of mechanical recycling are the deterioration of the
material properties upon consecutive recycling,'*"” and the
need to retrieve a rather defined starting material before the
actual re-processing. At one moment or under certain practical
conditions, it can thus be anticipated that PET chemical recy-
cling is the way forward with only in the worst case scenarios the
option of energy recovery being the best, avoiding in any case
landfill. Note that energy recovery emerges as the preferred
recycling strategy upon dealing with very complex or heavily
contaminated waste streams that are unsuitable for recycling

© 2025 The Author(s). Published by the Royal Society of Chemistry
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through other methods. These too complex streams present
severe challenges that prevent effective or economically viable
recycling, positioning energy recovery as the only feasible
option. The fuels produced through this process are energy-
dense, making them valuable for generating heat or electricity.*®

The relevance of PET chemical recycling is more evident for
treating reasonably complex waste situations by the added
possibility/flexibility to apply solvolysis, exploiting the revers-
ible nature of polycondensation chemistry as opposed to chain
growth polymerization chemistry (e.g. polyolefin market).
Depolymerization through solvolysis allows advanced chemical
degradation by contact of polymer molecules with an excess of
solvent molecules that were seen as byproduct molecules in the
original synthesis to re-generate the monomer and/or the first
oligomers as formed during that original synthesis. A direct
integration at the polymerization plant level is thus possible for
PET solvolysis, in contrast to for instance pyrolysis of polyolefin
molecules in which chemical recycling delivers a rather broad
spectrum of oligomeric products. For such pyrolysis, the recy-
cled liquid and gas molecular products can have easily
a maximal carbon number of 30 so that ethylene or propylene,
being examples of the original monomers with very low carbon
numbers, are not dominantly formed.

Industrially, it is therefore paramount to define both energy-
based and chemistry-driven guidelines that enable a fair assess-
ment of the most suited recycling technology for a given poly-
ester, in general, polymer waste streams. In other words, to
enable a translation from the lab to the plant scale for a recycling
technology, one needs to distinguish between influencing factors
at the molecular scale as well as the process scale. For the
molecular scale, one needs to determine whether the degradation
reactions under mechanical recycling conditions are repairable
or not. Only if no suited (macro)molecular repairs can be made,
one, accounting for contaminations established at the process
scale, needs to aim at dedicated degradation toward monomers
or oligomer recovery. Physical recycling could be an alternative at
one point; however, for PET waste streams, solvolysis is likely
preferred once mechanical recycling is no longer a valid option.

It should be stressed that molecular variations always take
place during mechanical recycling but only a certain degree or
type of chemical modification is allowed to ensure a final
application with acceptable material performance. Hence,
a PRE oriented analysis connecting molecular characteristics to
material properties is a key task for defining chemistry-driven
recycling guidelines. These molecular variations and their
potential repair should be seen in the overall plant design, as for
instance a dominant contamination or a supply limitation can
alter the recycling roadmap and market potential. This means
that alongside the aforementioned PRE-based analysis on
individual process units in the plant, e.g. an extrusion or solid-
state unit, a LCA analysis is required along the whole value
chain, putting forward the relevance of environmental engi-
neering science (EES). A more fundamental decision making for
recycling technology design will thus emerge by bridging PRE
with EES, together defining the overarching field of sustainable
polymer reaction engineering (sPRE), as highlighted in the
present contribution.

RSC Sustainability, 2025, 3, 1996-2047 | 1999
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In this section, attention is paid to the most important PRE
and EES features for PET mechanical recycling, starting from
the main conclusions and insights from our previous lower TRL
contribution.” That contribution dealt with the chemistry and
material variations for ideal mechanical recycling in the
absence of or at most limited presence of contaminants, and
thus, lab scale degradation reactions under well-defined
conditions of temperature and initial composition.

2.1. Polymer reaction engineering analysis: molecular
variations during recycling

At the core of any polymer modification, either desired or
undesired, lies a more fundamental understanding of the
(macro)molecular chemistry variations at hand. This is because
the material and thus application properties largely depend on
molecular characteristics such as the chain length and
branching distribution, or at least their averages."** For
example, the melt flow index (MFI)*"** or intrinsic viscosity (IV)
is known to correlate with the (mass) average molar mass
(M),>*** and the brittleness is affected by the degree of cross-
linking or gel content.”

View Article Online

Critical Review

For PET chemical recycling purposes, these molecular scale
variations are very clear, as one deliberately aims at a chemical
alternation from the polymer to the oligomer level, and thus,
one goes from very high to very low chain lengths in the limit
a chain lenght of 1 (monomer level). For PET mechanical recy-
cling purposes, in which the goal is to maintain very high chain
lengths, molecular scale variations can however have a huge
impact as well. For example, the formation of volatiles is asso-
ciated with the specific release of small chemical moieties from
the backbone structure. Furthermore, the repair potential of
degraded macromolecules defining mechanical recycling miti-
gation strategies depends on the presence of certain functional
groups, which can be disturbed by specific degradation path-
ways yielding irreversible (functional) groups. Hence, also for
mechanical recycling, it is paramount to be aware of the
chemistry behind the reprocessing steps, with for instance a too
long (re)processing at elevated temperature, specifically with
wet PET flakes inducing additional hydrolytic reactions, being
a point of attention often overlooked in the field.

Intriguingly, per PET recycling cycle, the balance of revers-
ible and irreversible molecular changes due to chemical
(degradation) reactions is altering. This means that a large
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Fig.2 Examples of PET (lumped) degradation reactions as likely encountered during mechanical recycling and end-of-life; (1) mid-chain driven
ester rearrangement or net results of fission and BH-abstraction, defining radical-based ester rearrangement, e.g. thermal or thermomechanical;
(2) alternative end-driven ester rearrangement with intermediate cyclization; (3) hydrolysis; (4) carboxylation with CO, formation; (5) volatile
(aldehyde) formation; (6) hydrogen abstraction; (7) oxygen propagation as part of thermo-oxidative degradation; (8) chain transfer; (9) photo-

oxidative scission.
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number of input variables and output design features need to
be mapped to enable proper decision making regarding
a preferred recycling technology implementation and optimi-
zation for a given time period. Consistent with evolutions in the
chemical industry and the PRE field a pure experimental way of
working is too restricted, and instead the use of computer tools
is recommended, including experimental validation at least for
a training set of operational conditions. Hence, a model-based
assessment of the recycling potential, making a clear distinc-
tion between generations or types of waste, is preferred to
decide which recycling technique is the most suited, taking into
account an acceptable range of application target properties,
geographical features, and economic constraints.

In what follows, emphasis is first on the most important
(elementary) degradation reactions during mechanical recy-
cling, focusing on a given subunit (e.g. section of an extruder). It
is then highlighted that the industrial settings and equipment
design have an impact on how these reactions affect the
mechanical recycling efficiency, with a superposition of various
molecular distributions being the result. It is also put forward
which types of PRE modeling strategies enable the best support
for the mapping and design of these (macro)molecular
variations.

2.1.1. Elementary degradation reactions at a given subunit
in the overall process. As explained in detail in Fiorillo et al.,*
for polyester (mechanical) recycling, one can distinguish
between a wide spectrum of (elementary) chemical reactions,
either based on (i) thermal trigger defining thermal degradation
reactions, (ii) a mechanical trigger typically at elevated
temperature defining thermomechanical degradation reac-
tions, (iii) the presence of an oxygen-rich environment deliv-
ering thermo-oxidative degradation reactions, and (iv) the
contact with water or moisture putting forward hydrolytic
reactions. Contact with ultraviolet (UV) light during polymer
usage and application additionally induces photo-oxidative
reactions.

Main examples of each type of degradation reaction are given
in Fig. 2, selecting for illustration purposes virgin PET as the
substrate and only a limited number of chain lengths. It should
be noted that these reactions can occur for various chain
lengths, defining molecular distribution, as well as along the
whole value chain as long as the processing/environmental
conditions allow the reaction time scales to be relevant. Most
likely this is the case for a processing subunit operating at
elevated temperature, e.g. a subunit of an extruder with a certain
barrel temperature, or a processing subunit with an increased
solvent content, e.g. a washing subunit in the pretreatment part
of the plant.

Notably, depending on the molecular build-up of the poly-
ester backbone, certain reaction pathways are faster or slower,
with for instance the diethylene glycol (co)monomer unit more
prone to a chemical attack compared to the traditional PET
ethylene glycol unit from the rate coefficient point of view.>*>*
Moreover, due to the presence of certain contaminants either
formed during the first life cycle or during further PET recy-
cling, the reaction mechanism becomes more complex.'**-3*
This means that if one compares lab and plant scale recycling

© 2025 The Author(s). Published by the Royal Society of Chemistry
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data and design, the number of acceptable mechanical recy-
cling passes could be lower at the plant scale, or a more dedi-
cated process control is needed for the plant scale to guarantee
a given number of such passes.

In Section 5 of the present contribution, a detailed overview
is given of the role of these contaminants, making a link to the
overall chemistry in the present subsection dealing with the
main polymer-based reactions (¢f. the discussion of Fig. 2).

2.1.2. Superposition of molecular distributions at the
processing unit level. It should be stressed that molecular
characteristics (e.g. chain length and comonomer content) are
more distributed at the industrial level, as non-idealities influ-
enced by strong equipment and processing settings are
unavoidable. However, even under well-defined lab scale
conditions, a polymer is already characterized by rather strong
chain length dependencies with the presence of both shorter
and longer macromolecules. Furthermore, during lab scale
modifications molecules can already be present or formed that
display different topologies such as linear, branched and
crosslinked.*

The diversity of molecular variations along an industrial
processing unit is highlighted by the boxes in Fig. 3. If one in
a first step only focuses on the (micro-scale) green box early in
the processing unit, the lab scale situation can be understood,
as for this small subunit or region a given temperature and
pressure likely hold. The molecules in the green box are
different in chemical build-up because of unavoidable
stochastic variations during the prior synthesis, e.g. caused by
the interplay of chemistry and chain length dependent diffu-
sivity.” In addition, chemical modifications are established
during the actual processing in which molecules still stay in this
green box, implying only a small residence time step.

Upon inspecting in a second step a region more downwards
the processing unit, e.g. the orange box in Fig. 3, other molec-
ular variations are likely more relevant than those in the green
box. On the one hand, this is because the molecules further
away in the process train experienced a more extensive chemical
modification history, as the residence times for the individual
molecules are by default higher. On the other hand, larger set-
ups, defining inherently a higher number of micro-scale
regions, are more prone to macro-scale mixing and tempera-
ture gradients so that the bulk concentrations and temperature
change per such region or subunit. For example, the green and
orange boxes in Fig. 3 are likely characterized by a different
screw design and temperature of the external heating element,
which can result in a different alternation of the molecular
build-up of the macromolecules for a given time period.

Hence, the polymer product after a (re-)processing step is
likely characterized by a complex superposition of several
(molecular) distributions as established at both the micro- and
the macro-scale, highlighting the multi-scale nature of the (s)
PRE field. There is thus a strong desire for data analysis
approaches, recognizing (i) the distributed nature of molecular
variations for a given micro-scale temperature and pressure and
(ii) the impact of the scale of the processing equipment itself,
leading to macro-scale variations.

RSC Sustainability, 2025, 3,1996-2047 | 2001
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Fig. 3 The distributed nature of polymer chemical modification as for instance occurring during mechanical recycling (the case of twin screws).
In a given micro-scale region of a processing unit (e.g. green box), as defined by e.g. a given temperature and pressure, different molecules
undergo different molecular scale variations; the small box can thus be seen as the lab scale analogue. Upon inspecting another region (e.g.
orange box), likely influenced by macro-scale variations (as defined at the level of the process/plant scale), these molecular variations can be
different as the temperature and pressure can be different and the mixing history can disturb the degree of chemical modification.

Next to these micro- and macro-scale variations, meso-scale
variations can be relevant as well. It is very likely that a multi-
phase system is being recycled even after proper sorting.** Poly-
mer blends are likely non-homogeneous already if the amount of
blending contributors is limited, as one always has the presence
of certain fillers, compatibilizers and/or polymer contaminant(s)
compared to the major polymer component. Specifically, cooling
can induce meso-scale mixing and thermal gradients as well as
influence certain morphological (e.g. crystallinity) variations.

It should be made clear that PRE characterization of a pro-
cessing unit as detailed in Fig. 3 can only be manifested, if one
applies more advanced modeling tools. Most detailed is the so-
called coupled matrix-based Monte Carlo (CMMC)
approach,®*¢ in which individual molecules are tracked at any
position and time in a sufficiently large subunit (e.g. box in
Fig. 3) during processing. In contrast to computational fluid
dynamic (CFD) techniques, in CMMC, a rougher mesh is
defined at the process scale, but very detailed interactions of
chemical and molecular diffusion phenomena are accounted
for. One also has the option to follow molecular distribution
variations in CMMC, as one does not need to directly rely on
averages as is e.g. the situation for the deterministic method of
moments (MoM).*”* This relevance of the distributed level with
averages calculated a posteriori is for instance evident in the
failure of pure average-based modeling to unbiasedly assign
multi-peak systems,*® such peaks being highly relevant for
mechanical recycling and recycling in general.

2.2. Environmental engineering science: life cycle
assessment analysis integrating variations for processing
units

As shown in Fig. 4, LCA is an analysis method to assess the
environmental impact of a final product (e.ge PET bottle)

2002 | RSC Sustainability, 2025, 3, 1996-2047

throughout its life cycle, i.e. from natural resource extraction to
manufacturing and subsequent usage, to ultimately waste
management, including disposal and recycling.*® LCA has been
initially developed as a comparison tool to evaluate the envi-
ronmental impacts of a product, to develop the most suited
production and recycling routes, and to enable a comparison of
available alternatives.** Nowadays, LCA is interconnected with
marketing implementation, product design, product develop-
ment, strategic planning, consumer education, ecolabeling and
government policy making. However, LCA should be performed
in a correct way avoiding subjective opinions, and purely
economic and political driven incentives, highlighting the need
to connect LCA with techno-economic assessment (TEA).*"*>

The most widely employed LCA approach is based on the
well-established ISO 14040 standard.** This approach is orga-
nized around several specific functions: (i) identifying oppor-
tunities to improve the environmental aspects of products
throughout their life cycle, with goals such as management
tasks, environmental mapping, social mapping, or footprint
analysis; (ii) supporting decision-making in industry and
government, including strategic planning, priority setting,
product or process design or redesign, which can be mapped
through inventory types such as flow chart implementation; (iii)
selecting relevant indicators of environmental performance,
such as toxicity or climate change impact, and applying
appropriate measurement techniques; and (iv) driving
marketing efforts through environmental claims, ecolabels, or
product declaration, while also assessing improvements
towards more sustainable products. Most recommended is to
derive sufficiently detailed mass and energy balances,** e.g. also
benefiting from more recent developments of multilevel
statistical entropy analysis (SEA;*).

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Notably, for plastic/PET mechanical and chemical recycling,
several LCA studies have already been reported,*** but overall
more data at the molecular scale are needed per (sub)unit in the
overall production and value chain to better assess the product
quality, differentiating between lab and plant scale operations.
Such molecular scale driven embedding will facilitate the
application of LCA at both lower and higher TRLs, which is
currently still a huge challenge in the overall LCA field.

In what follows, it is explained how LCA has been applied for
the polymer and specifically PET recycling industry and which
studies already make a link to PRE or molecular variations. This
is done first from a more general perspective mainly comparing
mechanical and chemical recycling technologies and then
includes a deeper analysis within each general recycling cate-
gory, paying attention in a final part to the consideration of
alternative feedstocks.

2.2.1. Comparing mechanical and chemical recycling
technology. Most plastic waste LCA studies mention an overall
CO, equivalent value (eq. per treated kg of waste), based on
rather general process schemes so that only basic descriptions
of the (processing) units involved are included. For example, for
the PET market, Ncube and Borodin®* assessed the environ-
mental impact for the bottle-to-bottle (BtB) mechanical recy-
cling technique as 3.33 kg CO, eq. compared to the waste to
landfill option with a value of 47 kg CO, eq.

Supported by the first PET LCA studies, as conducted in the
middle of the previous century, it became quickly clear that
plastic bottles are preferable over their glass counterparts.®>*
Specifically, PET-based beverage packaging provides many
benefits, including rapid production and light-weight. The
conventional implementation of returnable PET bottles
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involves major investments for the bottlers, as the empty bottles
must be examined for contamination. In this context, BtB
mechanical recycling has been developed as a sustainable
alternative, which as depicted in Fig. 5(a) includes collection,
cleaning, re-melting and reshaping as the process steps to be
optimized.

Assuming for instance that 50% of the recycled PET is
employed for the fabrication of new bottles, Schmidt et al.>*
showed that the PET recycling process delivers at least 20%
benefits for process water consumption, vehicle mileage and
landfill area compared to the glass bottle system (Fig. 5(b)—(d)).
Arena et al®® additionally evaluated the efficiency of PET
mechanical recycling compared to landfill and incineration and
stated the preference of the former technique because of the
presence of at least at that time a stable market for recycled PET,
a good collection system, and extensive cleaning procedures.
Komly et al*® in turn highlighted that PET mechanical or
chemical recycling by solvolysis is always preferable over
thermal recycling, and thus, pyrolysis. Moreover, these authors
stated that within closed-loop recycling, the mechanical recy-
cling pathway is preferred over glycolysis followed by repoly-
merization, the latter combination of chemical recycling and
synthesis by repolymerization being feasible thanks to the
technical developments in the last decades.

If this PET closed-loop recycling is compared to the energy
recovery option, as done in the work of Chilton et al.,*” the first
is seen as the better environmental option. However, other
factors such as the PET market stability and the cost of col-
lecting and processing the material should also be taken into
account upon selecting recycling technologies. These authors
pointed out that transportation costs and emission level

Needs | Design/development

Secondary resources

‘ Reuse/recycling ‘

Post consumer
products/materials

Collection/sorting ‘

Post consumer products

\ Recycllng

Collectlon

Products

Landfilling

‘ Use/Fulfillment of needs

S

Waste
treatment

Fig. 4 Example of the life cycle for a commercial item (based on ref. 39) in a typical life cycle assessment (LCA).
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and (d) landfill area; subfigures redrawn based on the data from Schmidt et al.>*

disturbances are crucial for the correct LCA of PET closed-loop
recycling. Many other earlier studies e.g. that of Tukker®®
ignored this type of refinement, highlighting the challenge of
extensive LCA developments for the PET virgin and recycling
industry.

Another PET LCA challenge is the better implementation of
the impact of contamination. As the impact of contaminants on
the PET mechanical recycling potential is still rather vague,
chemical recycling, e.g. solvolysis or pyrolysis, might be an
interesting and logical alternative, as it should provide after
polymerization again a pure polymer that can enter the market.
The early LCA analysis of Song and Hyun®*® mentioned that PET
chemical recycling requires significantly more energy and
depletes the fossil resources more compared to mechanical
recycling. These authors stated that mechanical recycling must
be seen as the preferred environmentally friendly technique
over chemical recycling, as further elaborated on by Perugini
et al.®

For completeness, it is mentioned here that for PET disso-
lution, the reported LCA data are not abundant. Chaudhari

2004 | RSC Sustainability, 2025, 3, 1996-2047

et al.*® for instance compared different dissolution-precipita-
tion based techniques for PET. They reported that the anti-
solvent treatment is less profitable compared to evaporation
or cooling precipitation methods, with 60% more greenhouse
gas (GHG) emissions compared to fossil-based virgin PET
production. In a related contribution,* chemical recycling and
dissolution-precipitation have been compared, with the disso-
lution-precipitation being favorable in terms of GHG
emissions.

Interestingly, more recent LCA studies have put forward that
better defined boundary conditions are needed to make clear
whether mechanical or chemical recycling makes sense. Naka-
tani et al.®* highlighted for instance that chemical recycling can
be a beneficial option if transboundary transportation is
involved. In more detail, the influence of domestic and trans-
boundary transportation on the mechanical and chemical
recycling of PET has been addressed. These authors showed
that domestic recycling can be beneficial in the scope of GHG
emissions, if the industrial processes are comparable. However,
the differences in background parameters between the selected

© 2025 The Author(s). Published by the Royal Society of Chemistry
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countries, Japan and China, influenced the GHG emissions in
such a way that transboundary options had a lower environ-
mental impact. Furthermore, Marathe et al.®® suggested that
chemical recycling can be beneficial if the collection step is
significantly optimized.

Meys et al.** mentioned that compared to energy recovery
PET chemical recycling could potentially reduce global warming
impacts by up to 4.3 kg CO, eq. (per kg treated PET). In addition,
the LCA study of Allen and James® states that PET chemical
recycling is likely not as favorable as traditional mechanical
recycling but is preferred over virgin PET production. The
chemical recycling process could thus be likely applied to
a rather broader range of lower-value wastes to increase the
overall PET recycling rate. Complementarily, the study of Ragab
and Ramzy®® compares the LCA of BtB mechanical recycling to
virgin PET synthesis to conclude that recycling offers significant
environmental benefits to virgin pellet production, further
supported by the findings of Tamoor et al.*’

Another more recent trend for (polyester) LCA is to include
both attributional and consequential LCA,*® with the former
identifying how environmental aspects (e.g. pollutants) are
flowing in a given temporal window and the latter dealing with
how flows are changing in response to decisions. For example,
for PLA, Ricardo Rebolledo-Leiva et al.* highlighted that indi-
rect land use alters emissions from a consequential point of
view and that lactic acid is a key point of attention related to pre-
treatment and downstream operations.

2.2.2. Variations in methods per general recycling tech-
nology. Another PET challenge at the LCA level is the identifi-
cation of the most suited recycling method within a given
general recycling technology category, as defined in Fig. 1. For
example, for PET chemical recycling, Lang et al.”® compared
methanolysis, glycolysis and hydrolysis via the LCA approach.
They showed that glycolysis is the most suitable process due to
its significant initial economic potential. However, process
flexibility also matters with e.g. methanolysis delivering
dimethyl terephthalate (DMT) to be repolymerized, which
makes sense if direct equipment is available, and e.g. a costly
purification to form terephthalic acid (TPA) for repolymeriza-
tion. Peng et al.”* in turn put forward that acetolysis can even-
tually offer a low-carbon pathway to contribute to the circular
integration of PET waste.

Similarly, it is interesting to identify the best PET mechanical
recycling method so that PET mechanical and chemical recy-
cling technology can be better compared on a general basis,
based on the type of waste at hand and considering the
connection with the virgin market variations. Due to thermo-
mechanical degradation, it has been for instance claimed that
the PET BtB route requires the addition of virgin material.”»”* In
this scope, several studies’*”* focused on bottle-to-fabric recy-
cling, as for the fabrics the required IV of the feedstock material
is lower than for bottle production. For example, Shen et al.”®
compared open- and closed-loop PET recycling, considering
mechanical recycling, back-to-oligomer recycling, and back-to-
monomer recycling. These authors concluded that bottle-to-
fiber recycling reduces impacts for most of the environmental
categories studied.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Moreover, Shen et al” assessed the benefits of multiple
recycling loops for bottle-to-fiber recycling, as consecutive
market relaunches should at first sight reduce the environ-
mental impacts. However, they put forward that the savings
become negligible after the third cycle. Notably, if the BtB
market is preferred, high-impact reductions are likely achieved,
and if no extra virgin PET is required, the quantities of recycled
PET are maximized as well as the savings. The study of Shen
et al.” further highlighted that the quality of recycled PET
(rPET), specifically its purity, molecular properties and e.g. IV, is
crucial for the full exploitation of the BtB recycling technique.

Based on the discussion above, it thus follows that future
LCA studies should address in more detail the relevance of all
the influencing factors regarding production and waste
management as well as specific features of the recycling tech-
nology, transportation and market availability. In this context,
Valentino”® for instance performed a more detailed type of LCA
for BtB PET recycling, focusing on the country Denmark and the
Lombardy region. Attention has been paid to which kind of PET
recycling route is environmentally better and to which extent
performing multi-recycling loops is reasonable and environ-
mentally sustainable. These authors concluded that BtB
mechanical recycling presents lower impacts for the climate
change impact category but delivers higher impacts for the
water stress index and mineral and resource depletion value.
Hence, upon choosing the environmentally most suited recy-
cling scenario, it is necessary to take into consideration which
impacts the decision-maker focuses on.

Furthermore, the effectiveness of multiple-recycling is
related to (i) the collection efficiencies and (ii) the repair
potential and design at the molecular scale in a given process-
ing (sub)unit (¢f. the discussion of Fig. 3). Again, it is thus clear
that PRE and LCA analysis need to be connected in view of PET
recycling decision-making.

2.2.3. Exploring alternative virgin feedstocks. An extra
challenge for the polyester market and LCA developments is the
introduction of more sustainable (fresh/virgin) feedstocks. As
indicated above, LCA has identified polymer synthesis as one of
the most impactful operations in the complete PET bottle
product life. In this scope, switching to more sustainable PET
feedstocks might provide some advantages, at least from a LCA
point of view.

Chen et al.”” for instance compared the environmental LCA
for 100% bio-based PET bottles versus the one for 100% fossil-
based bottles as well as the one for partially bio-based PET
bottles, using a novel manufacturing process with lignocellu-
losic biomass from forest residues. They reported that woody-
biomass-based PET bottles have 21% less global warming
potential and require 22% less fossil fuel than their fossil-based
counterparts. However, the bottles perform worse in other
categories such as ecotoxicity and ozone depletion impacts. The
authors highlighted that the results are likely very sensitive to
the assumptions, again highlighting the need to better connect
the molecular and process scale in future work.

Semba et al.”® performed a similar study on bio-based PET
synthesis, considering the formation of para-xylene from
ethanol. They found that GHG emissions decreased by 24%
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compared to petroleum-derived PET when forest residue was
assumed as bio-feedstock. In addition, the GHG emissions of
100% bio-derived PET using bio-based ethanol from sugar cane
were reported as 1.88 kg CO, eq., denoting a reduction of 60%
versus petroleum derived PET.”® The findings of Gursel et al.”® are
similar, showing that when using either wheat straw, maize,
wheat or sugar beet as feedstock, the environmental impact of
PET bottle production decreases as well. Garcia-Velasquez et al.*
in turn addressed the use of local biomass sources for the
production of bio-based PET. Upon addressing the trans-
portation and import costs, they found that the design of local
biomass supply chains can reduce the need for imported
materials.

For completeness, it is mentioned here that the extreme case
of feedstock change is the application of polymers other than
PET(-like) polymers for the beverage bottle production.** For
example, Shen®* examined the use of PLA, revealing that PLA
needs to be fully diverted from landfills, which is not a realistic
option nowadays. Gironi and Piemonte®® in turn showed that
the advantage of PLA bottles arises from the use of renewable
resources, but this benefit is somewhat lost in environmental
terms due to the higher impact on human health and ecosystem
quality. This is because of the use of pesticides, the consump-
tion of land, and the consumption of water for the production of
the raw materials.

Overall, it can be postulated that the shift to biomass feed-
stock can afford some environmental advantages for PET
production, only if the supply chain is carefully designed from
the raw material level onwards. This again highlights the need to
(i) connect the molecular and process scales and (ii) generate
data for several waste generations at both the PRE and EES levels.

3. PET mechanical recycling plant
configuration: units and processes

In recent decades, the mechanical recycling of post-consumer
plastic materials such as PET has evolved significantly,
contributing to the conservation of natural resources and the
mitigation of the accumulation of landfill waste. As explained in
this section, this progress has been realized by focusing on
design and optimization for the complete value chain, and thus,
beyond the core re-extrusion step.

As shown in Fig. 6, the mechanical recycling process is
implemented at the plant level through several key steps or unit
operations, aiming at transforming (post-consumer) plastic
waste into reusable (polymeric) materials. One generally
recognizes four main steps: (i) collection and sorting; (ii)
shredding; (iii) washing; and (iv) reprocessing.**** However, to
ensure the production of high-quality recycled materials and
efficient processes, alongside quality control (QC), additional
steps are often integrated alongside the main four, taking into
account the implications of these additional steps in promoting
process economy and environmental conservation.

In what follows, a detailed overview is given on the key steps
for the industrial mechanical recycling process of plastic waste,
with an emphasis on PET. It is also discussed how the process
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configurations align with the latest technological advancements
in the field. An overview of actual commercial implementations
and technologies is included in Section 5.

3.1. Collection and sorting

The recycling process of post-consumer PET begins with the
collection of plastic waste from various sources, such as
household goods consumption, business activities, and public
areas, by waste management companies, which in turn trans-
port them to drop-off centers and special collection and sorting
facilities.®® Practically, this waste includes plastic packaging
from food and beverages, personal care products, and house-
hold cleaning items, as well as plastic waste generated by for
instance restaurants, retailers, and offices.

Once collected and transported to the sorting plants, the
plastic waste undergoes a thorough sorting process. The plastic
waste stream comprises various types of polymers along with
impurities like labels and small metal pieces. Furthermore, the
immiscible nature of polymers in the waste, coupled with color
variations and separability issues, poses significant challenges
to the sorting process. Consequently, a series of sorting tech-
niques, crucial to ensure a high purity and quality of the input
recycling stream for actual reprocessing, are employed to
separate the different fractions of plastic waste, such as PET-
based materials from mixed plastic waste streams.

Commonly used sorting techniques during the post-
consumer PET recycling process include manual sorting (sort-
ing type 1) as well as automatic plastic waste sorting (sorting
type 2). The automatic sorting techniques can be grouped into
two categories. The first one is direct sorting (sorting type 2a),
which is based on variations in material properties such as
density and electrical conductivity,**** and the second one is
indirect sorting (sorting type 2b), which utilizes sensors and
analysis techniques to detect feature information on the
samples.®”*® Direct sorting includes methods such as mechan-
ical sorting, air sorting, and electrostatic separation. These
methods offer advantages such as low cost and high efficiency
but are often limited by constraints on particle size, shape, and
surface conditions. Indirect plastic sorting techniques include
methods such as X-ray fluorescence (XRF), near-infrared spec-
troscopy (NIR) and optical sorting. These methods can separate
two types of materials simultaneously with high reliability and
limited pollutant emissions.*

Perhaps somewhat surprisingly, manual sorting still plays an
essential role in the plastic recycling process, particularly for
initial screening and the removal of large contaminants. This
type 1 sorting technique involves trained workers, who visually
check and separate different types of plastics that are trans-
ported along conveyor belts for inspection and segregation,
based on criteria such as shape, color, and trademarks.>**
However, this sorting technique also faces several challenges
limiting the scope of its application. Manual sorting is usually
a labor-intensive activity, requiring a significant workforce to
handle large volumes of plastic waste effectively. This technique
relies on human judgment and perception, which can introduce
inconsistencies and errors in the sorting process, as workers

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 6 Key steps of PET mechanical recycling. Steps can sometimes be omitted or altered; e.g. extrusion and solid-state modification can be in

a different configuration (or order).

may interpret visual cues differently, leading to variations in the
sorting outcomes. Furthermore, this sorting technique can also
impose significant delays in the recycling process, as workers
need to inspect plastic items individually, thus affecting overall
throughput and efficiency. Moreover, safety concerns are asso-
ciated with manual sorting, especially upon handling sharp or
hazardous materials mixed with plastic waste.*>*°

The type 2a direct sorting technique relies on special auto-
mated machinery to separate plastic fractions in the waste stream
based on their physical properties such as size, shape, and density.
This technique can employ various mechanical (engineering)
driven methods, including centrifugal force sorting, specific
gravity sorting, and particle shape sorting. For instance, bowl-type
centrifuges are employed during centrifugal force sorting to
separate plastics according to their specific gravity, where lighter
plastics move towards the outer edge while heavier plastics remain
closer to the center, facilitating their separation.®>* Specific gravity
sorting is based on differences in material density, with plastics of
higher specific gravity sinking while those of lower specific gravity
float. This method is often used in sink-float separation units,
where plastics are immersed in a fluid like water for separation
based on specific gravity.**° As PET is relatively denser than many
other plastics such as polyethylene (PE) and polypropylene (PP), it
tends to sink in water while lighter plastics float, allowing for
effective separation.® Particle shape sorting in turn involves the
use of equipment like screens or sieves to separate plastics based
on their size and shape.

However, direct mechanical sorting also presents limitations.
One major limitation is the difficulty in accurately differentiating
between plastics with similar physical characteristics, which can
result in contamination of recycled materials with unwanted
plastics. Additionally, mechanical sorting processes may require
regular maintenance and calibration to ensure optimal

© 2025 The Author(s). Published by the Royal Society of Chemistry

performance, leading to increased operational costs for recycling
facilities.*>*!

Another direct sorting technique closely linked to mechan-
ical sorting is air sorting, also referred to as air classification or
pneumatic sorting. It utilizes air streams to separate materials
based on their density, size, and aerodynamic properties. In this
process, lighter particles such as paper labels and debris are
carried away by airflow, while heavier plastic waste falls into
a separate collection bin.” Furthermore, electrostatic separa-
tion is a direct sorting method commonly used to retrieve PET
from plastic waste streams. This method exploits the differ-
ences in electrical conductivity among plastics. PET, being
a relatively poor conductor of electricity, can be selectively
separated from plastics like poly(vinyl chloride) (PVC), acrylo-
nitrile butadiene styrene polymer (ABS), and polystyrene (PS).
By applying an electrostatic charge to the plastic mixture, PET
particles tend to be attracted to one electrode while other
plastics are attracted to another, allowing for the effective
separation of PET from the plastic waste stream. This sorting
process contributes to environmental protection by recovering
valuable raw materials from plastic mixtures traditionally
difficult to separate. It is particularly useful for sorting tasks like
separating PET and PVC in PET beverage bottle recycling.”*

Focusing on indirect, and hence, type 2b sorting methods in the
plastic waste recycling process, we find a variety of techniques, with
the dominant one being XRF sorting operating on the principle of
irradiating a material with X-rays to emit characteristic fluores-
cence pathways, enabling analysis of the elemental composition.”
In PET recycling, XRF allows plastics to be identified and classified
based on their elemental composition, helping to separate PET
from other types of plastics and contaminants. This technique is
particularly valuable for identifying plastics containing heavy
metals or elements with distinct XRF signatures.”®

RSC Sustainability, 2025, 3,1996-2047 | 2007
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Another indirect sorting method widely used in post-
consumer PET recycling is NIR spectroscopy. This method
relies on the principle that when plastics are illuminated, they
mostly reflect light in the near infrared wavelength spectrum,
and different plastics reflect light differently.*® NIR spectros-
copy utilizes sensors to detect and sort plastics based on their
chemical composition, providing a non-intrusive approach to
separate PET from other plastics. This technique enhances the
sorting process by recognizing PET-based materials, thereby
contributing to the overall purity and quality of the rPET stream.
However, NIR spectroscopy is less suitable for dark-colored
plastics, as they absorb nearly all light.

In addition, optical sorting relies on the use of optical
sensors and cameras to identify and separate materials based
on their visual characteristics such as color, shape, and texture.
This type of sorting analysis is for instance applied to separate
PET bottles from other plastics in recycling facilities by detect-
ing the characteristic properties of these bottles, such as their
transparent or translucent appearance and specific shapes.
Optical sorting offers several advantages including high speed,
accuracy, and automation, making it suitable for large-scale
recycling operations. However, it may have limitations when
dealing with plastics that have similar visual characteristics or if
the plastics are heavily contaminated.

3.2. Shredding

Plastic shredding is a critical step of the recycling process for
post-consumer plastic waste, including PET recycling. It serves to
homogenize the material following collection and sorting. Even
after sorting, PET materials vary in shapes and sizes, posing
challenges for efficient handling and processing. Shredding
addresses this by breaking down the materials into smaller,
uniform particles that are easier to manage during subsequent
processing steps.® It offers two advantages. Firstly, it increases
the surface area available for subsequent pre-treatment, such as
washing, drying, or chemical treatment, which can remove
contaminants and improve the quality of the recycled material.®®
Secondly, shredding ensures more consistent material proper-
ties, facilitating more efficient melting during the extrusion steps
of the mechanical recycling process.*®

A shredder unit typically consists of a hopper, a cutting
chamber with rotating blades driven by an electric motor, some
sort of grid for size grading, and a collection bin.*® During
operation, material is fed into the hopper and enters the cutting
chamber, where rotating blades shred the material into smaller
particles. These particles then pass through grids or screens,
determining the final size of the shredded material or PET
flakes. As a general rule, the (average) diameter of the PET flakes
obtained from this processing step ranges between 0.4 and 8
mm,”” although variations are possible depending on the
specific recycling technology employed.

3.3. Washing and decontamination

Following the shredding step in which PET materials are
shredded into small pellets/flakes, we run into the washing and

decontamination wunits in view of their subsequent
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reprocessing. During this step, the PET material undergoes
thorough washing to remove impurities, residues, labels,
adhesives, dirt, and other contaminants.?*3%*

The washing process may involve hot water or chemical
washes to achieve a high purity. While most post-consumer
waste undergoes washing, not all input material used for recy-
cling follows this procedure. Some regrinds or agglomerates
may be processed instantly without washing. The washing
process typically involves the use of cold or hot water, with
temperatures reaching up to 60 °C.* Cold water usage may lead
to an increased need for chemicals such as sodium hydroxide
(NaOH) and mechanical energy.®® The waste water generated
during washing is often treated internally for potential reuse
within the facility.

Specifically focusing on the recycling of PET bottles, various
methods are employed to purify the PET flakes. Washing of PET
flakes commonly takes place in friction washers, which are
effective and cost-efficient units that utilize heat, kinetic energy,
and pressure to remove surface contaminants such as labels,
adhesives, and general dirt from PET flakes. In some processes,
chemical washing can also be performed, especially when
heavier contamination of the PET flakes is expected. In these
cases, extra washing usually is conducted in rotary washer units,
with a heated caustic solution to further cleanse the PET bottles
of oils and food residues. In a final step, PET flakes are rinsed
thoroughly to remove any remaining detergent or chemical
residues.”>?%%

Note that additional separation processes aiming at the
elimination of unsuitable non-plastic materials such as paper
or metals can be incorporated in the washing step. These
processes involve mechanical separation methods such as
sieving to filter out larger contaminants, magnetic separation to
extract metallic components, and extra manual sorting to
visually identify and remove remaining impurities.

3.4. Drying

After washing, the PET raw material undergoes a drying process
to reduce the moisture content.’® This drying step is from
a molecular point of view essential to prevent moisture-related
defects during subsequent reprocessing (e.g. extrusion) steps
and to ensure the quality of rPET material.”>'*>'** Note that
some industrial operations directly process highly wet PET
material, aiming at (sufficient) chain repair later on.

The common industrial drying system for polymers,
including PET, is a mechanical dewatering system using
centrifugal dryers.'** Specifically, a multistage centrifuge system
is recommended for the best dehumidification of polymers and
the highest drying efficiency. However, centrifugal drying alone
may not achieve the low moisture content required for stable
extrusion. This is especially the case for flexible plastic films like
PET, which tend to retain more moisture due to their thinness
and different physical properties compared to rigid flakes.

Hence, the drying process of PET may involve other
methods, such as hot air drying, vacuum drying, or desiccant
drying, to further decrease the residual moisture content in PET
flakes from the mechanical drying step. The addition of these
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methods depends on the equipment available and the specific
requirements of the recycling facility. If additional drying is
necessary, particularly in the case of post-consumer PET, many
recyclers opt for desiccant drying. In this drying technique,
desiccants are used to absorb moisture from the PET flakes,
usually operating at 170 °C for 6 hours before feeding the flakes
to the extruder.®”

3.5. Re-processing

After the sorting, shredding, washing and drying (or at least
a certain number of these steps), the actual reprocessing needs
to be executed. Screw-based systems are employed by default
with a leading role for melt extrusion,* *® which is a process
widely used for producing pellets from purified PET flakes. In
extrusion, PET flakes/grains are fed into the extruder utilizing
a hopper. The PET solid material then comes into contact with
a rotating screw that pushes the material forward into a heated
barrel at the desired melt temperature, typically ranging from
240 °C to 280 °C. The pressure and screw design allows the
plastic beads to mix and melt gradually as they move through
the barrel. For finishing purposes, the molten plastic is pushed
through a sieve to impurities, cooled, and
pelletized.?>71%

From a general engineering perspective, one needs to know
the variation of the temperature and pressure to operate and
design an extrusion unit (¢f. boxes in Fig. 3). Preferably, one also
has information about the processability, specifically the
viscosity variations along the screw, in a first instance. It is
critical to acknowledge that such variations are in many cases
due to molecular changes because of either thermal, thermo-
mechanical, thermo-oxidative or hydrolytic reactions. As out-
lined in Fiorillo et al.,"* a wide range of such reactions can be
identified depending on the PET type and processing condi-
tions, with examples of essential reaction types included in
Fig. 2.

In addition, the blended nature of the extruder content can
lead to less or more material heterogeneity depending on the
processing history and number of recycling passes.’® A perfect
macro-scale mixing is very unlikely in polymer-based systems,
specifically if several compounds are present, as is inherent in
PET re-extrusion, even after sorting and pre-treatment steps. In
any case, the level of purity needs to be high for PET flakes, as
contaminants in the extruder can potentially lead to more
degradation or other degradation reactions at the high melt
processing temperatures, thereby causing a too severe change
in the molecular configuration in view of chain repair and
application potential.'**'*

As explained in Edeleva et al.,'*® this complexity at both the
molecular and the material level requires a multi-scale
approach bridging experimental and modeling tools. As
explained above, one of the most advanced modeling
approaches is CMMC, in which the molecular variations of
individual molecules are followed.***¢ This tracking of species
is ideally done for every subunit of the processing unit, recog-
nizing the formation of smaller molecules (e.g. volatiles), the
chemical modification of (macro)molecules and the phase

remove
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formation or alternation because of the presence of certain
molecular features. On top of that, in CMMC, it is considered
that molecules residing longer in the processing equipment will
have a different molecular modification history than molecules
exiting earlier.’®® Hence, the coupling of molar mass and resi-
dence time distributions is considered, acknowledging varia-
tion in macro-scale mixing and temperature gradients.

As depicted in the first panel of Fig. 7 (left; a—f), taking for
illustration purposes the model polyester compound poly(lactic
acid) (PLA), it follows that CMMC allows the evaluation of the
faith of individual molecules during consecutive extrusions,
specifically two extrusions with intermediate shredding. The
associated downward change of the average molar mass
(number basis: M,,; and mass basis: M;,) can be compensated
for upon the addition of chemicals. Furthermore, at any
modification stage during the processing, the molar mass
distribution (MMD) can be translated into a material property.
For instance, as shown in Fig. 7 (right; g), the variation of the
(apparent) viscosity as a function of the shear rate (frequency;
w), as determined experimentally via rheometers, can be pre-
dicted from the CMMC MMD input and output.

It should be noted that MMDs are experimentally ideally
determined by gel permeation chromatography (GPC) or size
exclusion chromatography (SEC), and derived molecular prop-
erties are for instance average molar masses or chain lengths.
Industrially, one typically relies on correlating MMD and/or
averages to IV or MFI values.>*** With software packages, one
can close the gap by connecting chemical and material prop-
erties by direct calculations, depending on the preference of the
user.

3.6. Quality control

After extrusion, the rPET pellets undergo rigorous QC checks to
ensure that they meet industry targets before being used in
subsequent manufacturing processes. These QC checks can be
conducted at the molecular or material level, explaining e.g. the
offline measurement of the average molar mass of rPET pellets
as well as the measurement of the color, purity, and other
relevant physical properties.

The measurement (or assessment) of molar mass properties
for the (r)PET pellets involves techniques such as IV determi-
nation, viscometry and gel permeation chromatography (GPC).
Furthermore, visual inspection and colorimetry or spectropho-
tometry are employed to maintain consistency and adherence to
specified color standards. rPET is also analyzed to detect and
quantify any possible remnant contaminants or impurities
from the recycling process, usually achieved by means of rapid
and non-destructive analytic techniques such as Fourier-
transform infrared spectroscopy (FTIR) or NIR spectroscopy.
Physical properties such as tensile strength, elongation at
break, flexural modulus, and impact resistance can be addi-
tionally evaluated through (ISO) standard mechanical testing
methods to ensure that rPET pellets meet mechanical
requirements.®>'%1%°

Specifically, so-called functional performance tests can be
included to assess how well rPET performs in certain
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applications. These tests evaluate the bottle strength, barrier
properties, heat resistance, chemical resistance, dimensional
stability, and compatibility with other materials.”>”*** The QC
measures ensure that rPET pellets meet the specific require-
ments and performance criteria for their intended applications,
ensuring the overall quality and suitability of rPET materials in
various industries.

3.7. Additional processing steps

Next to the aforementioned more standard PET mechanical
processing steps (Section 3.1-Section 3.6), additional steps can
significantly improve the quality of recycled materials to ensure
optimal performance for various industrial applications while
meeting industry targets. This subsection discusses the poten-
tial of several steps aimed at enhancing the quality of rPET,
including (i) devolatilization to remove volatile contaminants or
substances from the molten polymer and (ii) liquid/solid-state
polymerization or polymer modification (reactive process-
ing)" to increase the average molar mass and to improve
properties such as strength, durability, and thermal stability of
the rPET material.

3.7.1. Devolatilization. The primary focus of devolatiliza-
tion is the removal of volatile contaminants, mainly volatile
organic compounds (VOCs) or substances, including residual
moisture from the molten polymer to enhance the quality of the
recycled materials. This devolatilization is typically integrated
into the overall recycling process stream and can occur at
different stages, depending on the technologies used.

Practically, devolatilization takes place mostly during the
extrusion of rPET through a vacuume-assisted devolatilization
process."™>'** This technology employs vacuum systems to
remove VOC contaminants from the molten polymer during
extrusion. Specific venting zones are incorporated into the
equipment to aid in VOC removal. Additionally, devolatilization
during vacuume-assisted extrusion can be further enhanced by
using various stripping agents to remove additional undesired
contaminants.

The main function of these stripping agents is to generate
bubbles inside the polymer bulk, and thus, to increase the free
volume in the molten polymer and, consequently, to facilitate
diffusion of the VOCs dissolved in the polymer matrix to the
vapor phase.'” Selecting the right processing conditions,
including pressure control and stripping agent design based on
for instance the boiling point and polarity, is crucial for effec-
tively removing volatiles. Stripping agents therefore vary from
low-boiling-point solvents to steam or supercritical gases such
as carbon dioxide (CO,)."****

Other technological options aiding in devolatilization,
alongside vacuum-assisted devolatilization, include the use of
reactive extrusion (REX).*''* In REX, chemical reactions are
integrated into the extrusion process to convert VOCs into less
harmful and easier-to-remove compounds, at least if a proper
injection pattern is applied.'” Additionally, solid-state poly-
condensation''® as discussed in the next subsection assists in
devolatilization by driving off volatile contaminants during the
process.
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Some recycling technologies may also incorporate devolati-
lization as part of the washing and drying stages before extru-
sion, effectively addressing some of the volatile contaminants
early in the production process. By removing volatile contami-
nants and moisture before the material enters the extrusion
process, the molten PET should be cleaner and of higher
quality, potentially requiring less stringent purification during
the extrusion phase. The inclusion of devolatilization before
extrusion has thus the potential to streamline the mechanical
recycling process by reducing the need for additional purifica-
tion and reconditioning steps for rPET.

3.7.2. Solid-state modification. Solid-state reactor units can
be integrated into the mechanical recycling production process
as an additional step after the initial recycling process. These
units aim to enhance the properties of rPET material by
increasing its average molar mass through solid-state poly-
merization. Specifically, the PET material is subjected to heat
and vacuum conditions in a solid-state reactor at a temperature
above the glass transition temperature of the polymer. This
process promotes the extension of the molecular chains to
improve mechanical properties (e.g. stiffness, strength, and
impact resistance) as well as thermal properties.*****°

Solid-state polycondensation (SSP) temperatures typically
range from 170 °C to 220 °C,"***** with the material entering the
SSP process ideally having a certain level of crystallinity, e.g.
around 40%."*" This level of crystallinity is typically achieved
through pre-crystallization steps using nitrogen fluxing at lower
temperatures, around 140 °C. Once crystallization is achieved,
the temperature is raised to facilitate esterification and trans-
esterification reactions, leading to an increase in the average
polymer molar mass. The initial PET material should also meet
suitable IV values to ensure a successful SSP process, likely in
the range of 0.68 dL g ' to 0.8 dL g~ '.121122

Typical residence times for SSP can vary widely but are nor-
mally several hours, with specific durations depending on factors
such as temperature, the desired increase in average molar mass,
the extent of crystallization required, and, generally speaking,
technological specifications or limitations."®"***** The pressure
during SSP can vary, with some processes conducted under
vacuum conditions to remove subproducts and minimize
degradation, while other recyclers may involve the use of inert
gases like nitrogen as a carrier gas. The use of vacuum during
certain stages of SSP helps to enhance the efficiency of the
reaction and remove volatile components.*#***

In case the SSP residence time is too high or the cost of the
actual unit is excessive, one could opt for REX but keep the melt
temperature not too high, e.g. between 260 °C and 280 °C."**'**
A chain extender such as pyromellitic dianhydride (PMDA) can
be used, aimed at a uniform distribution within the PET
matrix."*® Also, here residence time control is still needed as
a longer reaction time could imply more side effects, seeing the
higher temperature of the melt, overruling a stronger
consumption of the chain extender. Compared to SSP, REX
offers a faster and more economical alternative, utilizing exist-
ing extrusion infrastructure, but it typically does not achieve the
same IV increase as SSP and is thus likely more suited for
applications for which moderate improvements in molar mass

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Fig. 7 Potential of coupled matrix Monte Carlo (CMMC) to support the efficiency of a processing step in PET mechanical recycling, with on the
left (subplots (a)—(f) as taken from Edeleva et al.,**® reproduced with the permission of Elsevier) the variation for the (c) residence time distribution
(RTD) and (d) molar mass distribution (MMD; M,,;,: number and mass average molar mass; (e) and (f)) during two extrusion steps (using a tracer (a)
and a typical degradation scheme (b) with poly(lactic acid (PLA) as model polyester) and on the right (subplot (g)) the translation of a CMMC
simulated MMD before and after extrusion in a viscosity shear rate curve according to a Maxwell-like calculation;**” focus on the first extrusion in
the first panel in the left subplot). Reproduced with permission of Elsevier© 2023.

increase are sufficient."***® In principle, REX could also be
combined with SSP.

3.7.3. Liquid state polycondensation. Liquid state poly-
condensation (LSP) represents an innovative technology within
the mechanical recycling of PET, designed to convert post-
consumer PET into a high-quality recycled material, comple-
mentary to SSP. This method takes advantage of the inherent
propensity of PET to participate in condensation reactions
under specific conditions, particularly if exposed to a vacuum in
the melt or in general a liquid phase.

During the LSP process, PET flakes are subjected to elevated
temperatures and vacuum conditions in the presence of a cata-
lyst, typically an antimony compound,"*'® which promotes
polymerization. As a result, the PET flakes melt and react to
form longer polymer chains, thereby increasing the average
molar mass of the material. This increase in average molar mass
significantly enhances the mechanical properties of rPET,
including its strength and durability.

The LSP process typically takes place within a reactor vessel, in
which the PET flakes undergo heating under vacuum to elimi-
nate volatile contaminants or by-products. Rigorous monitoring
of the reaction parameters, such as temperature, pressure, and
reaction time, is essential to ensure that the desired average
molar mass and properties of rPET are achieved.

4. Commercial mechanical recycling
technologies

As explained in Section 3 and summarized in Fig. 6, PET
mechanical recycling plants are based on connecting four main

© 2025 The Author(s). Published by the Royal Society of Chemistry

steps, i.e. collection and sorting, shredding, (hot) washing, and
reprocessing, complemented by additional steps such as devo-
latilization and solid-state modification.**® All these steps can
be further grouped into three main categories, namely (i) pre-
processing, including collection, sorting, shredding, and (hot)
washing; (ii) processing, which is primarily extrusion-based and
involves melting and pressurization combined with vacuum
degassing and melt filtration; and (iii) post-processing, which
includes additional steps such as solid-state modification and
dealdehydation.**

In the present section, examples are given of relevant
commercial technologies according to these three categories
and the detailed principles outlined in Section 3. Complemen-
tarily, Table 1 presents a market oriented overview of more
processing-like technologies with the main emphasis on their
advantages, challenges, and claimed conversion rates. Specific
energy consumption values for every recycling technology are
given, which indicate the amount of energy required for the
production of 1 kg of material.

For completeness it is mentioned here that the current
section does not aim for a complete listing of available
(commercial) technologies but wants to illustrate for the general
reader that several approaches exist with a limited link to the
actual molecular changes taking place. Such changes are mostly
only studied to a limited extent at a higher TRL.

4.1. Pre-processing commercial technology

Pre-processing (commercial) technology is mainly devoted to the
development of (i) cleaning processes and (ii) sorting processes.
Cleaning processes typically involve the removal of foreign
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http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00571f

View Article Online

iew

| Rev

itica

Cr

RSC Sustainability

091-6ST

7ST-971 pue €€1

SY1 pue €€1

YPI-8CT pue ¢eT

LET-EET

CET-0€T

(df) satmsnput
pnfoatH ‘(q0) 1od1a1sy ‘(3a)
1se[dxa, {(HD) OV durohoar Ajod

(o)
"v'S Jopequd ‘Bd ‘(1d) eYs[od O9H
e[0D-800D ‘(NH) ¥ qnIseld zsel

(Fq) aserdxal,

(af) rwnsin ‘(M1) SOLLSVId
VA NVN ‘(2a) Surpooar 418
(3a) Lad-ad

‘(sd) LIINANO ‘(aa) [030319nd

(11) 3odwry

119-30Yy
INOYIIM 10 M so[oTaTe Jurdeoed

PooJ 10J LAdI %00T 01 dn

1g-304
INOYIIM 10 YIMm Sa[onaTe Jurdeoed
P00} 103 LT %00T 03 dn

11g-307
INOYIM 10 3Im s9[onIe urdesoed

PooJ 10§ LAdI %00T 03 dn

1g-304

INOYIM 10 YIm sa[onare Jurdeoed
Po0J 10§ Ld1 %00T 03 dn

sfexy Surwiojouray)

Apsouwr 10§ LAJT %00T UBY) SS9

1g-304
JNOYIM IO YIm sa[one Surdeyoed

Pooj 10§ LIdI %00T 03 dn

%6°66
uey) 2I0W-6'06

6°66-€°86

1°66-9°176

%8°66-£°96

%¥V"86-7"C6

%T1°66-9°'176

€5°0-07°0

7€°0-0€°0

1£0-82°0

8¢‘0-ST°0

T°0

ssaooxd dss o3

01 anp DJ YV.LS099Y 03 pareduwod
9SBAIOUT AL 2I0W SISO DA
AV.I1.S099Y *Arurf[elsA1o sjonuod
3ur[o0o 193eM [IYM ‘ADUSTOIID
PaseaIoul 10 I J[UI B PUE JIUn
3uisse3ap e 3uriniesy 19pnnxs ue
M ‘SoYefJ LAd 9IBUTWEIUOIIP
sytun 3urdip spdnmnm

Jrqissod

U 3 00.¥ 03 dn sindy3noiy,
*SOIOULIOTYJO UOBRUTUIBIUOIIP
[OIIU0D 03 SaW) [[omp d[qelsn(pe
PIIM 90T 03 dn aseaIour

Al "A3010ut03) o15€q VINZINDVA
m 3urssaooad a1039q Indino
20UBYUS SIJAIP UONIBZI[[EISAID
wnnoea [o[Tered omy,

%9 ‘82 03 dn aseaour

Al *AOU2T101J2 UOTIRUTUIBIUOIIP
Y31y SI1 03 aNp ISPNIXS oY}

UT W) 90UDPISAI J10YS B SULINSUD
‘£3o10u[29 d1Seq VINTINDVA OUl
11 3urpa9y 210j2q [errayewr ndur
93 SBUTWEIU0IIP pue sarp-a1d
IOAIp UOTIRZI[[BISATI0 WNNdeA Y],
-1 3 000%

Zuryoear saneded ndino ym
%% '5°2 01 dn 9sBaIdUTL AT *S[AJ]
VV [EWIUTW PUE SIN[eA I0[0D
pasoxdwr ur Junynsaz ‘Surssedap
10J Paau 2y} Juneurwipd
‘IOPNIIXd MIIdS-9[3UIS B

ojut pay Apoaxrp are ‘Arnd

Y31y yam (JU2IU0D 2INISIOW %S T
"XeW) SaYE[j PAILUTUIBIUOII(
SoN[eA AT UI 9SBIOUT JUBDYIUSIS
ON *;_Y 34 000z 03 dn jo 3ndino
ue [3Im saxe[j sonpoid 03 [errarewr
o3 unragnq pue unoedwod os[e
S[IYM ‘UOISNIIXS JO] S SALIP
PpUe ‘S3)eUIWIBIUO0ISP ‘dInistowr
S9AOUIAT 10J0BAI WNNORA YT,

(+)od Yv1S0dd

A3ojouyoa
owrtid ewaInoeA

A3orouyoxn
paosueApe
VINTINOVA

A3ojouyoay o1seq
VINHINDVA

dcd
HAdIN VINIIA

EEBIIEAEIE) |

Jouejsur
10§ 3sSuowre payuswardury

suoneorddy

Kouauge
UOTRUTUWBIUOIIP
pawred

[y m]
uondwnsuod
A319U9
oyg1oads

A3oouyoa) Jo seouedyIulIS

A3orouyom
Zurphoay

(s)abed 1xau ayy uo

panuRUOD 31gey {(YS43) Aoyiny A1ajes poo4 ueadoiny ayy Aq payodal '6°a se buloAdai jediueydaul | 3d 104 SaI0UIDLIS Pawlie)d pue sa1bojouyda) BulidAdal |eIDJISWILIOD JO MBIAIAQ T dldel

"90U8017 paliodun 0 uonng LNy suowwod aAeas) e wepun pesusol|stapiesiy) |IEEL (o)
'GO:TY'ST GZ/TT/80 UO Ppape0|umod +20¢ TT U0 paUs!and ‘9[01lY ss900Y usdO

© 2025 The Author(s). Published by the Royal Society of Chemistry

2012 | RSC Sustainability, 2025, 3, 1996-2047


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00571f

View Article Online
RSC Sustainability

itical Review

Cr

i-

(vD)

[[5-10Y INOYIIM IO [IIM SI[OTIE

sasodind

3urphda1 1Ad 1930 10 uononpoid
ured ‘ggg 10J pasn aq ued

yorym (;_p 30011 03 dn) Indino se
s3aq[od ZUIP[RIA ‘UOHBUTUIBIUOIIP
pasueyua 10§ sed

J1aur ue Juizinn ssadoid aInud
ay3 Yam ‘A[aanoadsar ‘103oean

9gg pue Geg  oamse[d ‘(I) ersauopuy BIjooA Ld durdesped pooy 103 LAdT %00T dSS pue 1030831 UOTIRZI[[RISAID B Ul
g-10Yy uoneziowAjod pue UOBZI[[BISATD (suore-puess)
JNOYIM IO YIm sa[one Surdeyoed Aq pamor[oj ‘uorsnnxs odropun A3orouyom
veC-T8T (S4) LAIVAON ‘(2d) LAdOW PoOj 10} LA %00T 03 dNl %66 URYI dI0W-6'G6  Payloads JoN sayep Ldd punoid pue paysepy  29[[od Xxmmowkjod
Papaau ST UOISNIIXd 210Joq
days Suneay-a1d oN "s1030€31
dSS pue wnnoea yuanbasqns
ur anfea AI 23 Jo juauraaoxduwr
puUB UONRUIWEIUOIIP
[eUOnIppE Aq pamoj|oj
1g-30Yy ‘Uaeq I9jem e Ul UOTIBZI[[RISAID A3orouyoa
(H1) anjgood ‘(1) 1owid[od  INOYIIM 10 UYIm sa[onte Surdeyoed pue ‘uonen|y ‘uorsninxs +AI 30211p
1£2-9CC AQ ‘(1) Aear Surokoar snuaq Pooj 103 LAdI %00T 03 AN %66 UBY) 2I0W-8°86 Ge'0-027°0  03Iapun SaYe[j palIp puE paysem 1Ad 198urjrels
suouaydozuaq I10J %¥'96
JO SIOUIIDLJO UOIIBUTWIEBIUOIIP
Zurstwoad s1apgo £3o[ouyd9) SIYI,
U 3] 000¢ yoea1 ued ndino
‘uonyeIn3yuod a3 uo Surpuadaq
‘MO[J sed }1aUl pue WNNdeA Jo
130y uoneurquiod e Juisn arnjeradway A3orouyoa
*(sH) wroyeuld ‘(LI) o[[o1eIIdd  INOYIM IO 3Im sa[onTe Surdexoed Y31y Je 1030BII SNONUNUOD JSS E (+AT)NOD2P
STT-S6T ‘(sa) saferequuy spedirap pooj 103 1Ad1 %00T 03 dn %S°66-7°96 ST°0-0T°0  OJUI P3j a1k SN[ Ldd PAIeAYd1d 1a3urfrers
»I153-30Y
¥761-GS8T (NA) SurpAoar  Inoym 10 Yaim saponie Jurdeoed
puezst ‘sz ‘691 onseld uel Anq ‘(oN) Surpooai Jorv pooj 103 1AdI %00T 03 dn
AT dVLS009d
0} paredwos wnwWiuIW e
03 S[9AJ] DOA PUE VV 20npal
0} SWIB +Al VIS0 ‘s1o[[od
1930y I1Ad JO Sanfea Al 9y3 9oUByUS
(NI) semmsnpur  InoyIMm Jo Y saponIe 3urdexoed 01 dmas (+)Dd AV.LS099Y Y3 JOo (+) A
¥8T-GST 12183 {(HD) DV 3urpakoar £jod Po0j 10J LAdT %00T 03 dn %L'86-6'S6 GE'0-ST'0  PUd a3 JB 1030BAI dSS U SAZI[IN 1ad YV.LS009d
LERlEICIEN | Qouelsul suoneorddy Kouamnge [,_31 4 m] A3o[ouyda3 Jo seouedyIudIS £A3ojouyo
10§ 3s3uowre payuawarduug UOTJBUTWBIUOIIP uondwnsuod 3urphooyg
pawre[D A310U0
og1oads
(‘PU0D) T ol19eL

'90UB217 paModun 0'g uong LNy suowiwoD aaireas) e sepun pasusol|siapiesiyl |[EEGEEL ()
"G0:T¥'ST G2/TT/80 UO papeojumod #20Z TT UO paus!idnd o1y sse00y uadO

RSC Sustainability, 2025, 3,1996-2047 | 2013

© 2025 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00571f

View Article Online

iew

| Rev

itica

Cr

RSC Sustainability

(as) Burdoypr1 1ouresad ‘(1d)
edoing [Ty ‘("1d) eys[od 1099ed

»I13-30Y
JNOYIM IO YIm sa[onte Surdeyoed

ndino

Sse soe[j SUIP[IA ‘U0ISNIIXd
INOYIM ‘UOBUTWBIUOIIP
I9Y}INJ 10 PALIp

-JUBIDISAP ‘MO[J ITe PI[[0NU0D
UIIM Pajeay-paleijur aIe

A3ojouyom
+NVHTO

697-997 ‘(as) sarqrxepy Surdeoed yv pooj 103 LAdI %00T 03 dN %666 UBY) dI0W-S6 pogwads JoN  sayepj punoid pue ‘paysem ‘paiios g1 310quakony
Lyreo dn indino
s Apuedygrudis s3sod Suneiado
pue sown 3urssasoid saseardoq
*SON[eBA AT UI S9SBaIOUT JUBIYIU3IS
103 UIMO[[E PUE OIJBI SWIN[OA
(M) INM 23e[0£oay nesreydoynoN [g-10Yy -03-90€JINS 93 SUIdUBYUD ‘SpueIS
uewW[PM ‘(dd) AYAI UNPISA  INOYIM IO M s9[onIe urdesoed %666 ojur 1owAjod a3 swIoJsueI
G97-65C 3uro£o91 S2aINIUDA BUIRIOPUT Po0j 103 LAdI %00T 03 dn uey) 2I10W-5'96 0%"0-2¢1°0 uonezrawAjod 9IS A3ojouyod YON
durssaooid 1ayyang
91032 IOPNIIXd MIIIS-I[3UIS ®
ul passedap pue pajyeurluBIuOdIP
sfe13 pooj 10¥ %001 03 dn Apuanbasqns pue ‘s1af1p ire
sa[onIe pue s19A1p-yI SuIsn paup ‘saep
[e19ua8 10§ LAdT %08 03 dn %6°66 LAd PIYSEM [}M PaUIqUIOd
85T (L) yeyos[esaSuauIyosen TIAIS Sa[10q I93em 10§ ILAdI %0S 03 dn Uuey) 2I0W-6'06  paywads JoN  aie mD [emsnpurisod pue Uurdiip ASo[ouyo9 TIAIS
A3orouyda1 ASIAH £q pamoj[o}
uayo ‘AOUIIOYFS UOTIBUTUIBIUODIP
aaoxduit 03 s193[g uonoazoxd
[1g-30Yy pue sdwuind wnnoea ‘yuswiesany
(L1) eomISEIdOOTY  INOYIIM IO M sa[onIe Surdesoed ITe ‘SOOTAIP 9ABMOIITW UM A3orouyo9)
/S7-SST ‘(11) 3serdoqoy ‘(LI) eISLIY pooj 103 1LAdI %00T 03 dn %/°'66-9°S6 poyads Jo0N pauonipuod-a1d are saye[j LAd INd elopueq
WISAS MIIDS-UIM] B JO
asn ay3 03 anp doIip Al MO & Yim
1_U3 S 03 dn uononpoid ‘sanssaid
mo[ 3e Sunerado pue JusUIBI
-a1d 103 pasu oy Suneurw
[g-30y Aq 319U 3ulAeS ‘TOPNIIXD MIIIS (ASLAH)
INOYIM 10 M so[oraTe Jurdeoed -urm) 3uIsse3ap e Ul PaAdIyoe A3o10uyd9) 1Ad
¥ST PUR £5¢ (LD gy Po0j 10j LAAT %00T 03 dn %86'66-V"L6 12°0 A[IUB1OLJD ST UOIBUIWEIUOII( um) eropueg
(sd) euaqr yeqnseld {(ND) LI1J-10Y INOYIIM IO )M SI[O1IE urssoooid 1oy3e widd T
T7ST-S¥¢  Adojouyoay 1owk[od 1oJenH BI[0OIA Zurdexped pooj 103 LAJI %00T 19pun UTeWI S[OAJ] YV *(PU0d3s)
g-10y A3orouyoa) 3o110d XImQWIA[Oq
(sA) 1odieaousy  Inoym Jo Y saponre Jurdexoed a3 pue (3s1y) A3ojourd9) A3ojouyoa
Yhe-L€T ‘(aa) sonserd sOY ‘(44) 4OS Pooj 10§ LAdI %00T 03 dn %8°66-1°L6 Ge'0  JISeq VINEY 2} YI0q SauIquio) 3)IUNoBA
LERlEICIEN | Qouelsul suoneorddy Kouamnge [,_31 4 m] A3o[ouyda3 Jo seouedyIudIS £A3ojouyo
10§ 3s3uowre payuawarduug UOTJBUTWBIUOIIP uondwnsuod 3urphooyg
pawre[D A310U0
og1oads
(‘PuoD) T =QqeL

"90U8017 paliodun 0 uonng LNy suowwod aAeas) e wepun pesusol|stapiesiy) |IEEL (o)
'GO:TY'ST GZ/TT/80 UO Ppape0|umod +20¢ TT U0 paUs!and ‘9[01lY ss900Y usdO

© 2025 The Author(s). Published by the Royal Society of Chemistry

2014 | RSC Sustainability, 2025, 3, 1996-2047


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00571f

Open Access Article. Published on 11 2024. Downloaded on 08/11/25 15:41:05.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Critical Review

References

270

Implemented amongst for

instance
Silver plastics (DE)

Up to 75% rPET for confectionery

=
g
o
8 s S
CI:] «© -
2 - S
£ o 5 L
< O g © o
= 5 u_‘bbo%l)
o = =
bl SEST
H oo on [N
SN Haglka <
Y B2 E g A
- [ VRS R = P
) L2 =
- = 8 = © 3
= o\gg Mcoﬂc'sw
g S & > Tt =
p=} S &= s L =10 5
1 — [ G Q — & g
.9 o S .2 g o8 o© o
= o L < o =3 =
o Y= oo
Q oY) =
o <35 T &9 &g =
< S ap >P c <«
2
&
<
7]
=]
S g B
- o
: |2 =
E .| 8 g
T g 2 9] o
O L = Eo 8-
Egg RN =
o= Q ~N 9 j=]
Tz O )
—'c)a @ A =]
O T o © O )
=
R
= ] Y
S 1
= & 3
o g ~ 9] 5
5'5535: % o,
[SE 7 9
EEEE| 8 .
»n o oA Z 2
<
o
&
o 5
(5] o
&
I = e
- o =) ]
Bl 83w 5 <
2 85500-4 4]
% = =
S| 2828
S| 53845 Q
9] ’Uoﬁmu —
=1 2= 0o [}
S 'CQEE> =1
) = s
o S 8T 3
] o > c © g
9] = = e
] g 2 0 = S)
S| cEdsey -
S 'U::"UTE._._. =]
k=) 2898 8 4 =
= s 898w =1
o] S E 5 & o0 5
A= 19) O O S
72} E8EET £
(=}
—~ <
£ ;
3 :
- M@ 5 B3 3
o O Eo o)
- £ = S = he]
=S 2 S =]
9 S E| & E S
o) o5 =5 =
© R ] =
= [ [ s

© 2025 The Author(s). Published by the Royal Society of Chemistry

View Article Online

RSC Sustainability

mpurities (e.g. wood, dirt, dust, labels, glass, and metal) from the
recyclable streams, ensuring the quality of the infeed material in
the actual recycling process. This cleaning step often employs
techniques such as (caustic) washing in a NaOH water solution.'*

Commercial cleaning technologies such as the MetaPure W-
PET by Krones AG*”**”> combine a pre-cleaning step with caustic
washing and float-sink separation for optimal results. It is
claimed that this washing technology ensures cleaner flakes
with a high usability for high quality final shaping such as fibre
production, film blowing and injection moulding. The process
water can also be reused by the consideration of an integrated
water cascade.

Furthermore, the Amut Group makes use of continuous wet
grinding and (hot) friction washing in a way that the flakes are
subjected to intense non-destructive friction actions at high
temperature to elevate the quality of the flakes.>”” Reg-Mac
offers in turn washing solutions for all kinds of materials with
their MINI/MIDI/MAXI technologies, accompanied by friction
washers, float-sink separators and washing/drying centri-
fuges.””* Sikoplast claims to have developed a recycling unit,
which consists of a washing stage based on caustic washing,
friction washing, and sink-float separation, which ensures PET
BtB recycling with a low energy consumption (<0.4 kW kg ™)
and a closed-loop water recycling.>”*”” NEUE HERBOLD GmbH
is another example of a manufacturer that offers, among others,
washing (e.g. IW/FW Series or TB Series) and granulation (e.g.
LM Series, SX Series) technologies for contaminated bottles/
containers, packaging materials and agricultural films.>”**”®

Sorting processes are equally important compared to clean-
ing processes, as they categorize materials based on their type,
color and quality to further enhance the recycling effectiveness.
Industrially, this step often employs sorting techniques such as
magnetic separation, air classification and sensor-based sort-
ing, e.g. FT-NIR spectroscopy or ultraviolet spectroscopy (VIS).

At the commercial level, TRENNSO-TECHNIK®?” is for instance
specialized in the development and implementation of dry sorting
technologies such as wind sifter technology (e.g. 3 ZZS Wind Sifter
Technology or QSS Cross-Flow Sifter) and screening technology
(e.g. SIK/SIS Series and TSM/RSM Series) to sort out the incoming
waste stream based on their weight and shape. Complementary,
the SPALECK GROUP offers a range of screening solutions to sort
out co-mingled recyclables.?®**?*' Other dry separation solutions are
found in the WESTERIA catalogue, which features advanced wind-
sifter technologies (e.g. AirStar® and AirLift®) reaching through-
puts up to 400 m® h™" with belt speeds up to 3 m s~' and belt
widths up to 3000 mm, as claimed by the manufacturer.”®?

Furthermore, optical solutions for mechanical recycling
such as SORTEX®A, SORTEX® and SORTEX®N PolyVision
technologies developed by the Biihler Group can offer optical
sorting solutions to detect same-in-colour contaminants such
as PVC, PP, PE, and PS as well as rubbers and silicon.?®*2%> Other
manufacturers such as the Amut Group rely on metal detection,
VIS/NIR detection techniques and dedusting to ensure
a claimed concentration of less than 150 ppm of foreign parti-
cles, e.g. PVC, polyolefins, paper, glue or metals.””

TOMRA in turn developed flexible sorting technologies®*®
based on color sorting (e.g. AUTOSORT™ FLAKE or INNOSORT™

RSC Sustainability, 2025, 3, 1996-2047 | 2015


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d4su00571f

Open Access Article. Published on 11 2024. Downloaded on 08/11/25 15:41:05.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

RSC Sustainability

FLAKE), considering mass and density variations (e.g
AUTOSORT™ SPEEDAIR), depending on the nature of the
material (e.g2 X-TRACT™ for wood or COMBISENSE™ for grey
metal sorting). MSORT and GSORT Technologies developed by
MOGENSEN in turn deal with electro-optical sorting technologies,
using X-ray and NIR, to sort out plastics from rough waste
streams, which contain glass, salts and rocks.””** The manu-
facturer claims a sorting accuracy of up to 99.9% with low oper-
ation costs and detections of up to 25 000 particles per second. In
addition, Wagner Magnete offers a wide range of (electro)
magnetic solutions for (non-)ferro separation. Their Eddy Current
Separator lines (e.g. Series 0438) consist of a neodymium magnet
with working widths up to 3000 mm, belt speeds up to 2.8 m s~ *
and rotor speeds up to 3000 1/min, as claimed by the manufac-
turer. Their overbelt separators (e.g. Series 0452) should be able to
remove iron particles up to 250 mm from all kinds of waste
streams, which are claimed to be robust and reliable.?®

4.2. Commercial processing technology

As explained above, the workhorse of the mechanical recycling
plant is the extrusion unit, in which the polymer is molten and
brought to a recycled pellet or granulate in view of further
shaping into an actual application, e.g. a film or injection mould
part. Innovation lies in (i) the connectivity of the extrusion step
to the pre-processing, finishing and performance actions as well
as (ii) the model-based design of the overall energy consump-
tion and molecular modification during each remelting step. In
what follows some commercial examples are given in which the
first type of innovation has been applied, highlighting the
current overall process design in which the overall processing
unit part is embedded in a suited benchmark framework.

At the commercial level, particularly for PET BtB mechanical
recycling, BoreTech e.g. offers a complete bottle to bottle recy-
cling plant approach for the conversion of post-consumer PET
bottle bales into food grade rPET pellets.>* This manufacturer
offers a washing line for decontamination and sorting,
a pelletizing line for pelletization combined with a continuous
SSP line. SIPA's XTREME Renew on the other hand offers
preform moulding technologies with claimed lower injection
pressures, melt stresses and IV drops throughout the moulding
process.”* Sophisticated cameras and optical pyrometers allow
inspection for visual defects such as bubbles, scratches and
black specks, facilitating the output quality, which can contain
up to 100% rPET. Its fully electric automated system enables
a completely oil-free environment both for the end product and
the operators. Additional systems such as XTREME SINCRO-
CUBE or XTREME RENEW SINCRO“V®" can further automate the
moulding process.”* SOREMA Plastic Recycling Systems claim
to offer complete PET BtB systems, which transform post-
consumer PET bottles (curbside selective or deposit) into high
quality recycled flakes (rPET) to be used in (food-grade) bottles,
sheets, fibers and strappings.”*

Additionally, SACMI developed Injection Preform Systems
(e.g- TPS300 and IPS400 Series), which allow for reprocessing of
rPET pellets or flakes up to 100% and 50%, respectively, with
a throughput of up to 1220 kg h™" with up to 144-cavity moulds.

2016 | RSC Sustainability, 2025, 3, 1996-2047
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Add-ons (e.g. FLOW+ or COOL+) improve the thermal efficiency,
shorten cycle times, decrease melt stress, and contribute to
acetaldehyde (AA) reduction.?**>¢

Sikoplast Recycling Technologies in turn commercialized
the so-called in-line SIKOREX extrusion system, which is
developed for the nonwoven industry, in which edge strips,
from a previous manufacturing process, are drawn in line and
are converted into a melt during extrusion.””® Since no prelim-
inary shredding is required, the load on the material is lowered
and no milling dust is generated. Furthermore, INTAREMA®
FibrePro offers fibre-to-fibre recycling with fibers containing up
to 100% rPET.*” The developers claim that this technology can
produce fibers characterized by a dtex number of 2 and an
increased IV value of up to 0.25 dL g~ ', while cleaning the fibres
from spinning, texturizing and additive oils.

4.3. Additional commercial processing technology

Commercial technology has also been developed in view of
additional processing steps, aiming at chain repair and molar
mass alternation or in general chemical modification. For
instance, commercial LSP systems such as P:REACT®"'® devel-
oped by Next Generation Recyclingmaschinen GmbH (NGR)
aim to control IV values and output quality. It has been
claimed™®****>*® that one of the main advantages of the LSP
process lies in its versatility to accommodate a wide range of
input materials and mixture ratios, thereby conferring flexibility
and adaptability to the recycling process. Moreover, LSP facili-
tates decontamination of the PET material, rendering it more
suitable for food contact applications.

Another example of an interesting commercial LSP tech-
nology is LSPLINE®,"" aimed at bolstering the efficiency and
efficacy of PET recycling processes. The reactor design and
control and focus on energy efficiency should contribute to the
overall challenge of a higher throughput, IV enhancement, and
an increased purity of rPET materials.

Overall, it thus follows that PRE-LCA connections are not really
standard in commercial technology comparisons. As explained in
Section 2 by improving the connection of lower and higher TRL
activities, a better appreciation of a given technology or a combi-
nation of technologies is within reach. Particularly, a model- or
data-based comparison recognizing molecular and process scale
variations will facilitate the interpretation of industrial data
compared to the lab scale developments and enable systematic
analyses based on more well-defined waste streams.

5. Contamination during PET
mechanical recycling

The presence of contaminants in PET materials and their pro-
cessing poses a significant challenge for the industrial realization
of optimal mechanical recycling procedures and decision making.
If the contamination level is significantly increased, one likely
encounters issues regarding the attainable degrees of purity and
product quality, with potentially adverse effects for the physical
integrity and suitability for applications.”*>*** Additionally, the
presence of contaminants imposes potential risks to the health of

© 2025 The Author(s). Published by the Royal Society of Chemistry
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consumers, specifically if these materials are used in items
manufactured as food storage devices.**3*

The PET contaminants can originate from various sources
throughout the production and lifecycle of the PET material.
They may include chemical residues from PET production and
processing, and contamination products during contact with
food or other substances, and even during recycling stages.
Specifically, the inadequate sorting and classification of mate-
rials as well as the inefficient handling and removal of the
chemicals involved in the (mechanical) recycling process can
contribute to an increase in contamination levels.

The majority of contaminants are usually referred to as Non-
Intentionally Added Substances (NIAS),"**** as they are not part
of the intended PET formulation, although they are found in the
final (commercial) PET products. Compounds such as AA,
acetone, butanone, bisphenol A, limonene, furan, benzene,
styrene, and 2-methyl-1,3-dioxolane are commonly classified as
NIAS in rPET, as they are not added by the industrial operator
during PET manufacturing or recycling processes.>” In contrast,
water (or moisture) is not considered an NIAS, although its
presence can facilitate the formation of certain NIAS."

Notably, mechanical PET recyclers must comply with stan-
dards but the legislation on PET recycling for food packaging
varies and is rather limited, despite PET being one the most
widely used commodity products. Table 2 gives an overview of
international agencies reporting relevant standards, providing
guidelines for acceptable recycling of PET for food packaging
relevant for the originating countries. Many international
standards adopt (parts of) well-established guidelines, such as
those provided by the EFSA and the FDA.

More specifically in Europe one focuses for instance on
Regulation (EU) 2022/1616,%”* which mandates that over 95% of
the input materials must be suitable for food contact. NIAS in
recycled rPET could potentially impact food safety if they
migrate into food or beverages stored in containers made from
this material.>*® According to Annex I of the Commission
Regulation (EU) No. 10/2011 substances must not migrate above
Specific Migration Limits (SMLs) for food safety.*'® NIAS that are
not listed in regulatory frameworks must undergo risk assess-
ment to demonstrate that they do not pose a health hazard.
Compounds such as bisphenol A, benzene, and styrene are e.g.
recognized as substances of concern under the Global Harmo-
nized System (GHS) for the classification and labeling of
chemicals.****® Benzene is classified as a carcinogen (category
1A) and a mutagen (category 1B). Bisphenol A is classified as
a reproductive toxin (category 1B), and styrene is classified as
a reproductive toxin (category 2).°°>*%%*! These classifications
raise significant concerns about the presence of these
substances in materials used for food contact.

The concerns surrounding the presence of NIAS in PET
products are amplified by the possibility that these substances
might not be regulated or monitored as rigorously as inten-
tionally added substances, posing further challenges in
defining specific limits for NIAS in food contact PET
containers.**>** Hence, it is essential to identify the key steps in
the mechanical recycling process and the PET life cycle where
NIAS and other contaminants are generated.

© 2025 The Author(s). Published by the Royal Society of Chemistry
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Mechanical recycling steps such as shredding, melting, and
extrusion can all result in the generation of contaminants in
post-consumer PET,***3%3% highlighting the need for system-
atic evaluations supported by PRE and LCA connections. In
each of these steps, the thermal history, moisture contact,
oxygen exposure, and mechanical stress variation can induce
degradation within the polymer matrix, leading to the alteration
of the molecular structure of the PET chains.*3*>3%

As explained in Fiorillo et al.,”* molecular variations are likely
first taking place for the ester bonds during re-processing, with
the formation of smaller molecules (e.g. NIAS) in follow-up reac-
tions.**** Residual foreign polymeric materials such as poly-
olefin material can undergo decomposition during PET
reprocessing as well, further contributing to the accumulation of
NIAS in the recycled material. In addition, PET can be mixed with
polyesters not being PET, e.g. so-called copolyesters, defining
other degradation pathways and rates, as also explained in Fio-
rillo et al.*® In more detail, the degradation of PET chains during
recycling processes leads to an increase in the concentration of
functional end groups such as carboxylic, carbonyl, and hydroxyl
groups, as well as (conjugated) double bonds and aromatic
compounds within the PET matrix. These newly generated
chemical moieties act as chromophores, affecting the interaction
of the polymer matrix with light inducing color changes or
discoloration for rPET. These alterations in color can further
impact the suitability of rPET for the desired applications, as in
practice one requests certain esthetical features regardless of the
application, particularly the mechanical properties.

Hence, the unavoidable presence and generation of NIAS at
the industrial level emphasize the complexity of the recycling
process starting from the molecular level and highlight the
industrial demand for dedicated research on NIAS in view of the
PET recycling potential and design. Consequently, under-
standing the nature and impact of contaminants, coupled with
stringent control and assessment throughout recycling, is
crucial to ensure the effectiveness and structural integrity of
rPET for various applications, particularly regarding safety for
materials intended for food contact. A too large contribution of
contaminants can have a too strong impact on the process
efficiency. It can e.g. lead to a too pronounced reduction of the
process yield, can result in equipment damage, and can lower
the product quality; for instance, the mechanical properties,
visual characteristics and aesthetic appearance become less.

This section aims at a comprehensive overview of the various
types of contaminants (including NIAS) encountered during
PET recycling, their possible sources and the maximum
acceptable contents of these contaminants in rPET, taking into
account current regulation measures and standards. Addition-
ally, it explores potential strategies to mitigate their prevalence
and adverse effects.

5.1. Contaminant types, their impact and mitigation
strategies

Contaminant classification of PET materials can be done in
different ways, depending on the complexity and diversity of
these materials and the perspectives on the performance,

RSC Sustainability, 2025, 3,1996-2047 | 2017
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Table 2 Overview of international agencies reporting relevant standards providing guidelines for acceptable mechanical recycling of PET for

food packaging as applicable to the originating countries

Relevant Standards/Guidelines

Country Regulatory authority Advisory scientific body for Food Contact Materials References
Australia and New Food Standards FSANZ Board; FSANZ Standard 1.1.1; Standard 1.4.1; 303-306
Zealand Australia New Zealand Fellows Standard 2.6.2; Standard 3.2.2
(FSANZ); New Zealand (Australia); Standard 4.2.1
Ministry for Primary (Australia)
Industries (MPI)
Brazil Ministry of Health Agéncia Nacional de RDC 326/19; RDC No. 91/01; 303, 304 and
(Ministério da Saude) Vigilancia Sanitaria - RDC No. 105/99; RDC No. 307-312
ANVISA 51/10; RDC No. 20/08; RDC No.
105/99
Canada Health Canada (HC) Health Canada (HC) Section B.23.001 of the 313
Canadian Food and Drugs Act
and Regulations
China Ministry of Health Ministry of Health GB 16487; GB 31604; GB 314-316
(MOH) (MOH) 9685-2008
European Union European Commission European Food Safety 94/62/EC; EC (No.) 10/2011; EC 317-322
(EC); Directorate Authority - EFSA (No.) 1935/2004; (EU) 2022/16;
General for Health EC (No.) 1012/2006; EC (No.)
Consumers 1907/2006; EC (No.) 2023/2006
Eurasian Economic Eurasian Economic Eurasian Economic TR CU 005/2011 323
Union (EAEU) Commission (EEC) Commission (EEC)
Japan The Japanese Ministry Food Safety Food Sanitation Act; Voluntary 303, 304, 324
of Health Labour and Commission Design Guidelines for and 325
Welfare (MHWL) Designated PET Bottles
(Appendix A and B)
Southern Common Mercosur Health institutes of the GMC Resolution No. 03/92; 326-328
Market — Mercosur Standardization participating Mercosur GMC Resolution No. 32/99;
Committee (SGT No. 3) members GMC Resolution No. 02/12;
GMC Resolution No. 32/07;
GMC Resolution No. 19/21
United Kingdom Food Standards Food Standards Packaging (Essential 329-332
Agency - FSA Agency - FSA Requirements) Regulation
2015; Waste Regulation 2011 -
England and Wales; Producer
Responsibility Obligation
(Packaging and Packaging
Waste) Regulations 2024; the
Plastic Materials and Articles
in Contact with Food
(Amendment) Regulations
2012 - England, Wales and
Northern Ireland
United States U.S. Food and Drug UFSDA Science Board; FDA CFR 170.39; 21 CFR 174- 303, 304 and
Administration - FDA USFDA Food Advisory 178; Use of Recycled Plastics in 333-335

Committee

Food Packaging (Chemistry
Considerations): Guidance for
Industry

disposal and reuse. These classifications serve specific purposes
aligned with the main points of interest of the relevant parties,
including scientists, engineers, recycling facility managers,
regulatory bodies, and public health authorities overseeing the
production, recycling and use of these materials.

These classifications provide different views on the chemical
composition, the sources, the impact on product quality and the
ease of removal of contaminants during recycling processes. For
instance, if the focus is on the origin or composition of the
contaminants, they can be classified as organic and inorganic
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contaminants.**® Alternative categorizations deal with evalu-
ating the effects of contaminants on the physicochemical
properties of the material and their complicated interactions
within the processing units, especially during the recycling
process. This leads to their classification as physical or chemical
contaminants.***** Additionally, contaminants can be classi-
fied in four ways from a more process level point of view,
considering both intentionally and unintentionally added
substances. The first category consists of here intentionally
added contaminants or physically attached items to PET
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bottles.**® They include closures (e.g. high density polyethylene
(HDPE), PP, and metals), label substrates (e.g. paper, PS, PVC,
and hybrids), inks, glues, dyes, and pigments added to color
PET, as well as additives for extra property control (e.g. AA/
oxygen scavengers and UV blockers).>***** The second category
consists of food and beverage residues, being residues from the
original contents of PET bottles, including non-food products
such as shampoo.******%5> The third category consists of inten-
tionally added contaminants during the flake washing process,
being for instance metals and minerals from tap water, sodium/
potassium hydroxide, soaps, and surfactants.’**** The fourth
category consists of high-density contaminants that cannot be
removed by flotation at recycling facilities. Examples are (Si-
based) dust, metals (e.g. tin-plated steel and aluminum), PVC,
styrenics, polycarbonates, silicones, and other polyesters than
PET.16,349,354

It is thus not surprising that the description of (process)
contaminants and NIAS for PET recycling is not that well-
defined with even classifications overlapping each other.’**3*°
Consequently, in this subsection, we aim to create a more
uniform contaminant classification reference. Our goal is to
emphasize the interactions of PET contaminants with the pro-
cessing and handling (e.g. pre-treatment and finishing) units
throughout the recycling process, while exploring the potential
impact of these contaminants on material properties and
performance. We differentiate between the contaminating
contributions of moisture, labels/adhesives, particulate
contaminants, polymers (e.g. in bottle caps), pigments/dyes,
ortho-phthalates, heavy metals, bisphenol A, and VOCs. Note
that most categories considered can be seen as NIAS but not
a11‘350,355

5.1.1. Moisture. One of the main challenges encountered
during PET recycling is related to its hygroscopic nature and its
potential to absorb moisture, due to the ester and hydroxyl
groups embedded in its chemical structure.®*® In case PET is
subjected for a significantly long time to an elevated tempera-
ture during recycling for melting, the absorbed moisture can
cause chain shortening through hydrolysis reactions.*” A larger
extent of such reactions reduces the average molar mass,
drastically altering the PET physical, chemical and mechanical
properties.

Interestingly, due to the hydrolysis of PET, the formation of
NIAS such as AA, formaldehyde, acetic acid, and ethylene glycol
can be facilitated, as highlighted by Fiorillo et al.****%* These
substances are not part of the intended PET formulation and
can be seen as by-products of hydrolysis. Water can thus
become a double contaminant in PET recycling, as it not only
degrades the polymer chains but also leads to the creation of
these unwanted by-products.**?**

Likely during the recycling of PET, most of the moisture
absorption occurs during the washing process.** Hence,
a mitigation strategy for downstream operations is highly
recommendable. A common industrial mitigation approach to
minimizing hydrolysis involves drying PET before melting and
combining it with virgin PET material, antioxidants, and
stabilizers.”*****> However, the drying process for PET has
limitations, due to the strong attraction of water molecules and
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the polymer chains via intermolecular hydrogen bonds.
Consequently, even after dedicated drying, some moisture
tends to persist within the PET material. Nevertheless, if one
wants to limit the number of re-processing units, the moisture
content needs to be reduced to below e.g. 0.02 m% so that the
material can be considered acceptable for sustainable melting
and subsequent reprocessing.®” It should be reminded that one
can also avoid the drying step and allow for hydrolysis to then
aim at chain repair through SSP at sufficiently long time."*

5.1.2. Labels and adhesives. On PET containers, it is
common to find labels or sleeves made of materials such as low
density polyethylene (LDPE), PVC, PS, and polyethylene tere-
phthalate glycol (PETG).”” These labels and sleeves provide
information about the product, its manufacturers, and the
proper disposal. They are typically attached to PET containers
using various adhesives, which are different in type and
composition.?¢**%

The presence of labels and adhesives on PET containers
presents significant challenges during the recycling process,
leading to contamination of the recycling stream. To address
this issue, removal methods involve multiple steps such as
washing, shredding, and exposure to chemical solutions to
facilitate their separation from PET containers.?”**

However, challenges exist for the treatment of labels and
sleeves. For example, they can persist on PET bottles during
sorting, resulting in a decreased rPET yield. Additionally,
depending on their type, thickness, and size, they may disrupt
the sorting accuracy, leading to misidentification of PET bottles
as undesirables. PVC labels, in particular, pose a significant
problem as they decompose during extrusion, clog extruder
fillers, and cause quality issues, thereby increasing waste
generation in the recycling process.””**

The presence of labels and adhesives has a negative impact
on the properties of rPET, as it affects both its mechanical
characteristics and its processability. For example, some reports
indicate that rPET samples, containing traces of these
contaminants, show substantially decreased toughness and
stiffness, as well as poor moldability and processability.***3*>
Consistently, the extensive removal of these contaminants from
the recycling stream has demonstrated marked improvements
in the mechanical integrity of rPET. Note that three types of
widely employed labels are (i) wrap-around, (i) full-wrap shrink
sleeves, and (iii) plastic film pressure-sensitive labels. Each type
could potentially influence the recycling process in a different
manner but more research is needed to substantiate this
variability.

Overall, it can be stated that alkali- or water-soluble adhe-
sives are the preferred choice to attach labels to PET bottles.>*
These adhesives aid in easier cleaning of the bottles before
recycling, especially compared to non-water-soluble thermo-
plastic polymers commonly found in hot melts.**”

5.1.3. Particulate contaminants. During the PET recycling
process external contaminants such as dust, sand or in general
small particles may be present, affecting the purity of the recy-
cling waste stream and the quality of rPET materials."* These
contaminants can come into contact with PET materials at any
time in their life cycle, from the first moment that PET
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containers enter the market to their interaction with the target
user group for a certain product. However, these contaminants
also have the potential to infiltrate the recycling process during
different phases of the process, including the collection phase,
due to exposure to the outside environment, and during sorting
and transportation. This is especially the situation if the sorting
facilities or the transport units are not subject to adequate
maintenance.

Like other types of contaminants, these particles negatively
impact the physicochemical properties of rPET, compromising
its suitability for various applications.***** In addition, these
particles can have an abrasive effect on recycling machinery,
causing wear and tear, further increasing maintenance costs
and causing possible failures during the execution of the
process.

It is thus necessary to maintain stringent contamination
control measures and implement mitigation strategies for the
removal of particulate matter contamination throughout the
recycling process flow. These efforts are essential to safeguard
the integrity of processing equipment, preserve the quality of
rPET materials, and optimize the recycling process. Some of the
control measures include technologies such as air classifica-
tion, washing and rinsing, centrifugal separation, float-sink
separation, electrostatic separation, surface treatment, and
magnetic separation, specific to the characteristics of the
particulate matter present in the PET flakes. These principles
behind such mitigation measures have been described in
Subsection 3.1 to Subsection 3.3 of the current contribution.

5.1.4. Pigments and dyes. Clear PET stands as the bench-
mark material in applications such as bottle-to-bottle recycling,
due to its transparency and capacity to produce high-quality
recycled materials ideal for food packaging. Its ease of sorting
and treatment during recycling, alongside its high demand in
various markets and recycling streams, make PET BtB
mechanical recycling economically advantageous.” However,
colored PET has also gained popularity within packaging
materials, primarily for its role in enhancing brand recognition
and aesthetics across diverse industries.

The incorporation of color into PET materials includes the
use of color additives such as pigments or dyes during the
manufacturing process.**® Moreover, color additives can come
into contact with PET materials through printed ink labels
added to PET containers,” potentially leading to the migration
of these additives into the recycling process. These color addi-
tives add complexity to the recycling process of post-consumer
PET materials, requiring extra sorting stages and the imple-
mentation of technologies like color-sensitive sensors and
spectroscopy to promote an effective separation of the different
PET fractions based on their colors. Such a sorting strategy aims
at mitigating the impact of these color additives on the quality
of rPET and its potential applications.

The color additives used in PET, namely pigments and dyes,
differ significantly in their interaction with the PET material.
Pigments consist of solid, insoluble particles, either organic or
inorganic, that are incorporated into the PET resin during
production. These solid particles remain suspended in the PET

matrix, producing opaque or semi-opaque colors.>***7°
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Conversely, dyes are soluble substances that have the ability to
permeate the PET material, providing it with transparent or
translucent color effects. However, dyes may have limitations in
their solubility within PET and tend to be less durable than
pigments, often fading over time.*”® As a result, pigments are
more commonly preferred as color additives in PET
manufacturing for their superior durability and final product
visual effects.

Titanium dioxide (TiO,) can be seen as one of the most
frequently employed pigments in the production of PET,
primarily utilized to provide a white or opaque color to the
material. However, a significant concentration of TiO, in PET
(e.g. above 1.5 m% (ref. 226)) has been noted to affect the
material visual attributes, while also compromising its
mechanical behavior. The significant presence of TiO, in PET
seems to specifically influence the fracture behavior, potentially
affecting both crack initiation and propagation, especially
under conditions of physical aging such as those encountered
during the daily use of PET containers.>”**”>

One example of a widely used dye in PET materials is
anthraquinone blue.*” This dye provides bright colors and
resists fading through interactions with the PET matrix,
achieving consistent and uniform coloration. This offers
significant advantages in visual appeal and product differenti-
ation. However, anthraquinone blue, like other anthraquinone
dyes, can pose environmental risks due to its persistence and
potential to leach into soil and water bodies. This can adversely
affect aquatic ecosystems and contribute to long-term envi-
ronmental pollution.®”*

Moreover, this type of dye can degrade during recycling and
form potentially hazardous substances such as benzene and
formaldehyde, known carcinogens classified as Category 1A and
Category 1B by the European Chemicals Agency (ECHA),
respectively.®***”> Other byproducts may include quinones or
hydroquinones, which have toxic and potentially carcinogenic
properties. Additionally, anthracene and polycyclic aromatic
hydrocarbons (PAHs) can be formed from the thermal degra-
dation of anthraquinone dyes. These byproducts pose signifi-
cant health risks and necessitate stringent monitoring and
control measures during PET recycling to mitigate their
occurrence.®”

5.1.5. Ortho-Phthalates. Ortho-Phthalates are esters of
phthalic acid commonly added to polymers as plasticizers to
improve their mechanical properties, making them suitable for
various applications including beverage containers, packaging
materials and other plastic products.*”” Different types of ortho-
phthalates have been found in PET materials/bottles such as
diethylhexyl phthalate (DEHP), dibutyl phthalate (DBP), benzyl
butyl phthalate (BBP), diisobutyl phthalate (DIBP), and diiso-
nonyl phthalate (DIP).?75-3%3

Notably, ortho-phthalates are not covalently bonded to the
PET matrix, which makes them prone to migrating out of the
PET materials, especially when these are exposed to high
temperatures or are in contact with liquids, such as acidic
beverages, during prolonged use.*”*?*** This propensity for
migration from PET materials has raised significant concerns,
due to the potential health risks associated with their ingestion
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such as endocrine disruption, kidney and liver problems as well
as developmental problems and adverse effects on reproductive
health, specifically in vulnerable populations such as infants
and pregnant individuals.?7*38%383

For PET bottles, additional complications associated with
their continued reuse have been reported, as structural changes
may occur from an amorphous to a more crystalline matrix.
This contributes to the release of microscale PET flakes or
particles from the bottle, potentially increasing the ingestion of
ortho-phthalates along with the beverage contained in the
bottles.?””

5.1.6. Heavy metals. Another category of contaminants
often found in PET products comprises heavy metals such as
nickel, chromium, cadmium, antimony, and lead. While in
most cases these metals are not deliberately added to PET (in
high concentrations), they can infiltrate the material during the
manufacturing and recycling processes. Their presence in PET
products raises significant concerns, due to their recognized
toxicity and potential adverse effects on human health.?**%%

In general, there are various sources responsible for the
contamination of PET with heavy metals such as synthesis
additives, labels, adhesives, inks, and debris introduced during
transportation and sorting processes. Moreover, heavy metals
can initiate chemical reactions within the polymer matrix,
leading to a decrease in the PET average molar mass, compro-
mising the mechanical properties. This contamination not only
raises health concerns but also diminishes the efficiency of the
recycling process of PET, thereby impacting the sustainability
and viability of reusing PET materials.***

One of the main concerns about the presence of heavy metals
in PET products, either from virgin or recycled sources, is
related to the antimony (Sb) content, as it is a residual element
from the catalyst used during the polymerization of PET. The
migration of Sb from PET bottles into contained liquids such as
water or drinks depends on the residual amount remaining in
the polymer, the type of food (e.g. aqueous, acidic, high alcohol
or high fat), and the IV of the polymer.****’ An increased
temperature and extended storage period can also promote
leaching of Sb from PET bottles into contained liquids, exac-
erbating health concerns.?***%

It should be stressed that the use of Sb is approved and
contemplated in Regulation (EU) No. 10/2011 for use in
manufacturing plastic materials that come into contact with
food, provided that its SML does not exceed 0.04 mg kg™ '.>7
However, instances have been reported where Sb has been
found in PET products at concentrations ranging from 200 to
300 mg kg~ '.**® Sb poses potential health risks, including skin
irritation, respiratory problems, and gastrointestinal issues,
even at trace levels.*® Furthermore, according to the ECHA
database, antimony trioxide (Sb,0;), the typical form of Sb
found in PET, is classified as a Category 2 carcinogen and as
a Category 2 substance for Specific Target Organ Toxicity-
Repeated Exposure (STOT-RE), indicating that it can cause
damage to the lungs through prolonged or repeated
exposure.**%3**

Beyond Sb, concerns persist regarding the leaching of other
metals such as nickel, chromium, cadmium, and lead from PET
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products into consumables. For example, the presence of nickel
or chromium in products of human consumption has been
associated with health problems, including the inhibition of
human growth, development, and the possible initialization of
cancer.*®*>** On the other hand, the consumption of cadmium
has been associated with kidney and skeletal damage, while the
consumption of lead has been linked to problems such as
a reduced mental capacity in children and memory loss in
adults.

The presence of heavy metals in PET therefore not only
compromises human health but also undermines the effec-
tiveness of PET recycling efforts. Mitigating these risks requires
strict monitoring, compliance with regulatory limits and inno-
vations in manufacturing and recycling processes to ensure
safer and more sustainable production and use of PET.

5.1.7. Volatile organic compounds. For PET production
and recycling, there have been significant concerns related to
the presence of organic contaminants, each characterized by
distinct chemical compositions and origins within the PET
lifecycle. Among these contaminants, we specifically encounter
organic VOCs such as AA, styrene, and toluene, known for their
volatility and potential health and environmental
implications.>**%*

For instance, VOCs such as nonanal and decanal are known
for their low odor threshold values, meaning that even small
amounts can cause noticeable odors.***> Furthermore, the VOC
migration raises concerns about the sensory quality of water
stored in PET bottles, as these compounds can contribute to off-
flavors or odors in the water. Moreover, there are potential
health implications associated with the VOC migration from
packaging materials into consumable products, although the
detected levels are generally low.

Organic VOCs are generated during PET production, pro-
cessing, and recycling, due to degradation reactions induced by
the high (melt) temperatures. Furthermore, the VOC presence
in rPET samples could result from various factors, including the
misuse of post-consumer PET material, the lack of control in
material collection, recontamination in the recycling system, or
external contamination.***%%

One of the most critical VOC types of contaminants found in
PET products is AA. This molecule is a byproduct of the
breakdown or degradation of the PET matrix, either during the
manufacturing or recycling, particularly when PET is molten
due to the exposure at high processing temperatures.*** Acet-
aldehyde can become trapped within the PET polymer matrix
and may migrate out of the PET materials, particularly if
conditions favor this migration e.g. the product is carbonated or
acidic.?**%%

More importantly, this contaminant raises serious concerns
due to its potential carcinogenic effects in humans. Prolonged
exposure to elevated levels of AA has been specifically associated
with respiratory problems and irritation.*****” Additionally, its
presence can compromise the mechanical properties of PET
products, leading to discoloration or yellowing and accelerating
their degradation, thereby shortening the PET lifespan. More-
over, even at low concentrations, AA can affect the taste of food
and beverages stored in PET containers, potentially imparting
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off-flavors. This poses a significant concern for the food and
beverage industry, specifically when maintaining the original
flavor profile is essential.?*¢3%

Another significant VOC for PET products is formaldehyde.
This molecule is also a byproduct of the breakdown or degra-
dation of the PET matrix, occurring either during
manufacturing or recycling, especially when PET is exposed to
high processing temperatures.*** Formaldehyde can migrate out
of PET materials, especially at elevated temperatures and for
prolonged storage times, or in the presence of carbon dioxide
(CO,), which exacerbates its migration. For example, research
has indicated that at 40 °C formaldehyde concentrations in
carbonated mineral water are nearly three times higher than in
flat natural mineral water due to CO,-induced methanediol
cluster formation during degassing.**

The presence of formaldehyde can negatively impact the
mechanical properties of PET products and contribute to
discoloration or yellowing. Additionally, the presence of form-
aldehyde complicates the recycling process of PET, necessi-
tating the use of specialized techniques, such as advanced
sorting and separation technologies, to effectively manage PET
fractions containing formaldehyde.*”® During the recycling
process, formaldehyde can also contribute to the formation of
potentially hazardous NIAS, including other aldehydes and
VOCs.

Intriguingly, formaldehyde poses serious health concerns
due to its cytotoxic, genotoxic, and endocrine-disrupting prop-
erties. Under Regulation (EC) No. 1272/2008, formaldehyde is
classified as a category 1B carcinogen and a skin sensitizer
(Category 1), due to its propensity to cause skin irrita-
tion.?”>49%41 Exposure, even at low levels, can also result in
respiratory irritation, coughing, severe lower respiratory effects
such as bronchitis and pneumonia, gastrointestinal tract
tumors, and severe allergic reactions.*****> Furthermore, form-
aldehyde contamination can compromise the quality and safety
of food and beverages stored in PET containers. Its presence,
even in trace amounts, can affect the taste and odor of the
contents, posing a significant concern for the food and beverage
industry. Although the migration levels of formaldehyde in
bottled water are generally within international safety stan-
dards, the compound potential health risks necessitate strict
monitoring and regulation during the PET recycling
process.****?

Other VOC substances commonly reported as contaminants
for rPET include ethylene glycol, 2-methyl-1,3-dioxolane,
acetone, butanone, limonene, furan, benzene, styrene,
toluene, benzophenone, 2-tetracosane, chloroform, chloroben-
zene, and naphthalene.’******** The origin of these compounds
in rPET varies widely but in general requires the consideration
of a detailed reaction and process scheme.*****

Similar to AA and formaldehyde, ethylene glycol residues in
PET can originate from the breakdown of the PET matrix during
processing or due to exposure to high temperatures.*** Addi-
tionally, ethylene glycol can remain as a remnant from the PET
production process for which it serves as a monomer.**
Furthermore, substances such as acetone and butanone can
come from cleaning agents or similar compounds used during
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manufacturing or recycling processes. Limonene, which is
associated with cleaning agents used during PET recycling, may
also be present in PET due to residues from beverages or other
food sources, potentially migrating to PET containers.*****

Regarding furan, benzene, and styrene, one can state that
their presence is commonly linked to breakdown reactions of
foreign materials dispersed within the PET matrix during
recycling, often due to insufficient sorting and cleaning
processes. For instance, benzene likely results from reactions
within the PET matrix, potentially due to chlorine-containing
substances present in rPET. Styrene might originate from the
thermal degradation of PS contaminants within the rPET
matrix. A similar explanation is often put forward for the pres-
ence of compounds such as 2-methyl-1,3-dioxolane in rPET. It
must be admitted that the specific pathways through which this
compound arises are not well-documented, and sources might
include impurities in raw materials, involve breakdown prod-
ucts resulting from the recycling process as well as contami-
nants from previous use or storage, and from reactions
occurring during the manufacturing or recycling of PET.**

Mitigation strategies to address VOC contamination in rPET
include implementing effective cleaning processes such as
super clean cleaning to remove contaminants. However, strin-
gent monitoring and QC measures are necessary to ensure the
safety of rPET materials, particularly for applications like food
packaging.**®** Furthermore, stabilizers such as 4-amino-
benzoic acid, diphenylamine and 4,5-dihydroxybenzoic acid can
be added to PET in order to minimize the amount of the
generated AA.%”

5.1.8. Linear and cyclic oligomers. The presence of PET
linear and cyclic oligomers along with polymer byproducts adds
complexity to the classification of organic contaminants. These
compounds manifest during degradation processes or as resi-
dues from the manufacturing and recycling of chains, raising
concerns regarding their potential impact on product safety and
environmental sustainability.** They enter the PET matrix
through multiple sources, such as (i) incomplete polymeriza-
tion during manufacturing and (ii) thermal or hydrolytic
degradation during processing and recycling as well as upon
extensive usage. Additionally, they can originate from other
polymer (parts) defining the PET-based application.

There are three primary series of oligomers in PET. The first
one is oriented around a balanced mix of terephthalic acid and
ethylene glycol units, whereas the second one is based on
substituting one monoethylene glycol unit with a diethylene
glycol unit, and the third one deals with replacing two mono-
ethylene glycol units with diethylene glycol units. Additionally,
byproducts such as terephthalic acid, ethane-1,2-diol, and 2,2'-
oxybisethanole can be present, potentially stemming from ring-
opening and breakdown processes.****** Unwanted comono-
mers like diethylene glycol can lead to the development of cyclic
and linear structures within the polymer matrix.**

Mitigation efforts to reduce oligomers in PET involve the
development of more stringent manufacturing processes, more
thorough cleaning methods, and ongoing improvements in
production techniques. Despite these mitigations, limiting
oligomer content remains challenging, due to the complexity of
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production cycles. While PET is known for low oligomer
migration, certain oligomers such as cyclic trimers, pentamers,
and linear derivatives have been detected migrating into food
and beverages. This migration is more notable at higher
temperatures, potentially elevating concentrations to worri-
some levels. Concerns arise regarding human exposure to these
oligomers, as their levels vary based on the food types and
storage conditions. Moreover, these oligomers and other
byproducts can alter the physical properties of the PET prod-
ucts, impacting mechanical strength, thermal stability, and
possibly their barrier qualities.****%

5.1.9. Polymer byproducts. Specifically, for PET bottles,
contamination at the polymer, rather than by default at the
oligomeric level, is relevant as well. PET is a highly preferred
material for producing plastic bottles, given its favorable
properties such as lightweight, strength, and durability. Addi-
tionally, the recyclability of PET plays a crucial role in its
selection for bottle production, contributing to its economic
feasibility across the entire process chain. However, upon
considering auxiliary components such as bottle caps (and
labels), materials other than PET are commonly present as well.
The introduction of these non-PET plastic materials makes the
recycling process less trivial. The mixing of these materials in
the recycling stream can have adverse effects on the inherent
properties of PET, impacting its material performance for the
production of new bottles. As a result, these polymeric foreign
materials act as contaminants during the PET recycling process.

Bottle caps are frequently crafted from plastics such as PP or
HDPE, showcasing properties significantly different from those
of PET.*® These differences are manifested in macroscopic
properties such as strength, transparency, flexibility, and other
relevant features. Consequently, these materials are considered
potential contaminants that must be addressed during the PET
recycling process, as they have a substantial impact on the
quality and integrity of the rPET material. The recycling process
itself can also introduce polymeric contaminants from other
materials such as PVC and nylon. It should be noted that PET
flakes must meet minimal requirements; for instance, it has
been stated that they should contain less than 50 ppm of
poly(vinyl chloride) and less than 10 ppm of polyolefins.*

Introducing other non-PET macromolecular materials into
the recycling streams creates additional challenges in the sort-
ing, cleaning, and processing stages, due to the highly divergent
processing conditions, including different melting points of
these materials.*® This complexity accentuates the need for
enhanced sorting technologies and processing methods to
ensure the efficient and sustainable recycling of PET in the
presence of these diverse plastic components. Recent techno-
logical design for instance allows upon proper use the attach-
ment of HDPE-based caps to used PET bottles. Additionally, the
aforementioned challenges may result in increased operational
costs, potentially leading to a reduction in profit margins for
recycling facilities.****"”

5.1.10. Bisphenol A. Bisphenol A (BPA) is a chemical
compound primarily used in the production of polycarbonate
and epoxy resins that can be present in PET waste streams. It
should be stressed that BPA is not intentionally added to PET
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during its production process.**®**® However, instances have
been reported where BPA has been found in PET products,
generating concerns about the contamination of PET materials
with BPA.*'**® The contamination with BPA occurs due to
potential cross-contamination or accidental mixing of PET with
other plastics containing BPA during manufacturing or recy-
cling processes.*'* Further sources of BPA in PET bottles, espe-
cially water bottles, have been associated with bottle closures**
and contaminated water with BPA prior to bottling.**

BPA is in general integral to the manufacturing of various
plastic components such as food and beverage containers,
electronic products, thermal papers, and dental sealants.**®
However, the presence of BPA in these materials raises signifi-
cant concerns for public health as well as wildlife and associ-
ated ecosystems. This is because of its ability to leach out of
plastics, especially upon exposure to heat or acidic conditions.
BPA is widely recognized as an endocrine disruptor as well as
a skin sensitizer and is toxic to reproduction.*>****445 Expo-
sure to BPA has been linked to various health issues, including
reproductive problems and developmental disorders, due to its
estrogen-mimicking properties.**>**>*** Due to these concerns,
the EU Expert Committee already approved a proposal from the
European Commission to ban BPA due to its potentially
harmful effects on the immune system.****'*7 An actual ban,
expected to be enacted by the end of 2024 with a transition
period, primarily targets BPA in packaging such as can coatings,
reusable plastic bottles, and kitchenware.*"” However, excep-
tions exist, including epoxy resins used in large tanks and pol-
ysulfone plastic for filtration devices.*"”

5.2. Regulations and standards

As highlighted in the previous subsection, a wide range of
contaminants can disturb the PET production and recycling. A
paramount challenge is therefore the development of regula-
tions and standards toward permissible contaminants and their
amounts. This requires dedicated research and testing in the
first stage for isolated contaminants, followed by efforts in the
second stage aiming for upgrades in an industrial environment
with mixed contributions from various contaminant types and
potential accelerating or inhibiting effects.

Important official documents regarding current regulations
and standards are e.g. (i) the directive 94/62/EC on Packaging
and Packaging Waste;*"” (ii) the Commission Regulation (EU)
No. 10/2011 on Plastic Materials and Articles intended to come
into contact with food;**® (iii) the Commission Regulation (EU)
2022/1616 on Recycled Plastic Materials and Articles intended
to come into contact with foods;* (iv) the Regulation (EC) No.
1935/2004;>” (v) the Commission Regulation (EC) No. 2023/
2006;>”® (vi) the Regulation (EC) No. 1907/2006;>° and (vii) the
Scientific Opinion on the criteria to be used for Safety Evalua-
tion of a Machinal Recycling Process to Produce Recycled PET
intended to be used for manufacture of materials and articles in
contact with food.*®

In what follows, the context behind these official documents
is framed by a series of examples including scientific data
recording studies. It is however important to note that
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regulatory limits are routinely updated to reflect the most
current scientific literature on levels that pose health risks.

A first example is given in the work of da Silva Costa et al.,**®
who detected BPA concentration levels in PET bottles up to 5.7
x 10~ ppm. This value is considerably lower than the SML set
by Commission Regulation (EU) No. 10/2011 at 0.05 mg kg ™"
(0.05 ppm) of food simulant.**® Nonetheless, the presence of
BPA still raises some concerns regarding the total daily intake
from all food sources.

A second example of a data recording study is the identifi-
cation of the suited concentration of different phthalates. For
example, Dekant et al®**' compared their findings with the
specified tolerable daily intakes (TDIs) established by the
European Food Safety Authority (EFSA).*7>*%° Although the
concentrations detected did not surpass the regulated limits,
there are still ongoing concerns about potential health issues
linked to prolonged exposure.**

A third example is presented in the work of Whitt et al.,**®
who examined the maximum allowable dose level (MADL) for
heavy metals in rPET applications, specifically focusing on
materials intended for direct food contact with the results
shown in Table 3. These authors state that an increase in heavy
metal contamination can be mainly attributed to commingling
with electronic waste. Out of 200 tested sample replicates, the
authors found that approximately 30 of them were contami-
nated with heavy metals. Nickel was found in approximately
96% of the cases, lead in approximately 90% of the cases, and
Sb in approximately 97% of the cases.*® The study concluded
that certain metals are more likely to be found in higher
concentrations in rigid containers rather than thin films,
highlighting the need for better monitoring of heavy metals
when food contact applications are targeted.

Consistently, the European Directive (94/62/EC) on Pack-
aging and Packaging Waste has established a (total) upper limit
of 100 ppm for the amount of heavy metals such as lead,
cadmium, mercury, chromium and/or compounds in plastic
packaging.®'”*** However, the EC has specified in the
Commission Regulation (EU) No. 10/2011 additional laws for

Table 3 Maximum allowable dose level (MADL) for heavy metals
potentially present in PET, based on the work of Whitt et al.3%*

Heavy metal MADL per day® SML’

Nickel NSRL? 0.02 mg per kg food or food simulant
Lead 0.5 pg per day’ ND/

Lead, oral 15 pg per day? —

Cadmium 4.1 pg per day  0.02 mg per kg food or food simulant
Chromium 8.2 pg per day ~ ND/ mg per kg food or food simulant
Antimony 6 ppb per day 0.04 mg per kg food or food simulant

“ The maximum allowable dose level, the amount that can be ingested
per day that is considered safe.  NSRL, being the no significant risk
level, has been adopted under Proposition 65 for ingested elemental
nickel. ¢ Daily lead exposure limit beyond which male and female
developmental problems may occur. ¢ Daily lead exposure limit
beyond which carcinogenic health effects may occur in adults.
¢ Substance migration limit according to European legislation. / ND:
non-detectable; a detection limit of 0.002 mg per kg food (simulant)
applies.
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plastic packaging materials, which will/can come in contact
with food items. Maximum allowable concentrations for
leaching into food e.g. nickel and Sb are respectively 0.02 and
0.04 mg per kg of food. Additionally, it has been stated that the
total amount of non-volatile substances that can migrate from
plastic materials into food must not exceed the overall migra-
tion limit (OML) of 10 mg per 1 dm? of food contact surface or
60 mg per 1 kg of food.***

In addition, regulatory bodies such as the EC and the
American Environmental Protection Agency (US EPA) have
specified different maximum tolerable values for the contribu-
tion of Sb. For instance, the EC sets a maximum concentration
of 5 ug L™ " for drinking water and allows up to 40 pg L™ " for
food in plastic containers, while the EPA regulates drinking
water with a maximum of 6 pg L™'. Different research sour-
ces***1%22 confirm that the concentration of Sb found in food
products kept in PET containers, such as in the case of water
stored in PET bottles, remains within regulated limits. However,
prolonged storage or higher temperatures can elevate the levels
of Sb, breaching acceptable consumption thresholds.’®*

In parallel, the EFSA and the Commission Regulation (EU)
No. 10/2011 (ref. 318) established guidelines and thresholds
relating to materials intended to come into contact with food,
known as Food Contact Materials (FCM). The total migration
threshold of oligomers set in the regulation is 50 ug kg™". This
criterion serves as a standard to evaluate the migration of FCM
oligomers to food products. While these regulations specify
a total migration limit for oligomers, they may not explicitly
delineate concentrations for individual oligomers, which poses
challenges upon evaluating the safety of specific
Compounds‘404,405,423

The current challenges in the regulatory frameworks asso-
ciated with NIAS in PET products further complicate defining
well-defined specific and safe limits for these substances in
food contact PET containers. Nevertheless, legislations such as
the Plastic Regulation No. 10/2011 (ref. 318) and the Food
Contact Materials (FCM) No. 1935/2004*” already demand
further risk assessment for the migration of NIAS to prevent
public health issues. Applicants who submit new technologies
for mechanical recycling of plastics intended for the
manufacturing of materials used in food and/or beverage
packaging have to also successfully prove that their technology
is in accordance with the Article of the Regulation (EC) No.
2022/1616.3*°

The last-mentioned standard considers the possible migra-
tion of chemicals into food at levels posing a threat to human
health. Depending on the application, different surrogate levels
are tolerated, as illustrated in Table 4. Generally, a challenge
test is conducted in which rPET (flakes) is submerged and
exposed to a mix of surrogates, such as toluene, chlorobenzene,
chloroform, methyl salicylate, phenylcyclohexane, benzophe-
none, and methyl stearate, for several days at a certain
temperature. These conditions simulate possible misuse of the
material, and its surrogate concentration, after washing and
drying, is measured before and after the PET flakes have
undergone the proposed recycling process. The EFSA panel
considers a threshold value of 0.0025 pg per kg per body weight
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Table 4 Examples of estimated concentrations of surrogates found in collected PET, as reported by the EFSA%9424.425

Estimated concentration

Type of compound in collected PET [mg kg ']

Maximum allowed concentration after recycling

Limonene 2.9-20
Methyl salicylate 15.3-204
Hexanal, benzaldehyde <34
Triclosan 1.6
Misuse chemicals 1.4-2.7
(household chemicals, fuels or similar)

Technical compounds <0.2-0.5

(e.g. adipates, phthalates, and erucamides)

per day to be low enough to overrule concerns over toxicological
effects.

In more detail, the residual concentration of each surrogate
contaminant in rPET (C.s) is compared with a modelled
concentration of surrogate contaminants in PET (Cp,0q), which
overestimates the real migration of surrogates by a value of 5 to
100. The modelled concentration deals with the surrogate
migration that does not exceed the human exposure threshold
value for chemicals with structural alerts for genotoxicity. The
threshold value for surrogate migration can vary depending on
the final application and its recycled content, e.g. 0.1 pg per kg
food for infants, 0.15 pg per kg food for toddlers, and 0.75 pg
per kg food for adults. A recycling process is considered safe if
Cres is smaller than C,.q, and if one does not encounter
a surrogate migration that is higher than the threshold value of
0.0025 pg per kg of body weight per day.

Overall, it thus follows that several studies have been already
conducted for specific contaminants; however, detailed studies
accounting for time dependent disturbance factors are still
lacking. A full appreciation of reasonable tolerances requires
a more detailed molecularly driven approach identifying the key
mechanisms behind the formation and disappearance of
contaminants throughout the (mechanical) recycling process as
well as the life cycle of PET.

6. Recycling applications

In recent years, the demand for recycled PET (rPET) in, amongst
others, the food packaging industry has grown, supported by
legal frameworks that allow its use, as described in the previous
section. The so-called super clean processes during primary
recycling employ advanced technologies for efficient decon-
tamination, enabling post-consumer recyclates to be safely
reused in direct food contact applications, with bottle-to-bottle
(BtB) recycling serving as a prime example.”

Additionally, bottle-to-fiber (BtF) recycling has shown good
potential for a wide range of applications (e.g. textile
manufacturing and construction), while simultaneously
reducing both costs and the overall carbon footprint.**®
Furthermore, secondary recycling and tertiary recycling aim to
promote open-loop recycling with ongoing research on poten-
tial applications in e.g. coatings, soft tissue engineering, drug
delivery, and additive extraction.**”~**°

© 2025 The Author(s). Published by the Royal Society of Chemistry

A total allowed maximum that leads to a
mitigation of no more than 0.0025 pg per kg of body weight per day

In general, closed-loop recycling is often considered the
priority solution as it maintains the value of the material and
keeps resources within a target market. It should be highlighted
that open recycling loops are not necessarily negative; rather, we
should aim to further explore the compatibilities of all recycling
strategies.*** In what follows the main aspects of closed- and
open-loop rPET applications are covered as well as alternative
routes.

6.1. Closed-loop mechanical recycling rPET applications

The primary end-use markets for rPET include food packaging
for which a significant portion is utilized in the production of
bottles, followed by the use of rPET for the manufacturing of
trays and sheets. Of the 1.9 million tonnes of recyclates
produced in the EU27+3 region in 2022, 48% was designated for
bottle manufacturing and 25% for sheet extrusion (trays).*

It should be noted that post-consumer PET exhibits distinct
processing characteristics compared to virgin PET.*** For
instance, for bottle-to-bottle recycling, bottle-grade rPET resins
may contain residual amounts of various virgin grades, with
water-grade resins typically exhibiting lower IV values and
containing acetaldehyde scavengers.****** In contrast, carbon-
ated soft drink (CSD) grades possess higher IV values and
include co-monomers designed to enhance resistance to
expansion.*** Consequently, the final rPET pellets can vary in
their co-monomer composition and additive levels, leading to
lot-to-lot variability that alters the characteristics of the input
resin. This variability is particularly significant in stretch blow
molding for which the presence of contaminants can impact the
optical properties and affect the efficiency of infrared (IR)
radiation absorption.****** Such variations in absorption effi-
ciency ultimately influence the heating of the preform, which in
turn affects the final thickness distribution of the bottle during
stretching, potentially impacting its overall compressive
strength and even leading to ruptures.*****

Similarly, PET recyclers are also challenged with tray-to-tray
recycling due to several factors. A primary issue is the high
level of contamination. PET tray bales typically exhibit higher
impurity levels than bottle bales, with common contaminants
including water, organic residues, labels, lidding films, and
aluminum.***>**¢ Often PET trays are found to be unmanageable
due to their distinct composition, which includes multi-layer
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and multi-material compositions that may lead to further
contamination. Their incompatibility with polyolefins makes
PET trays difficult to process for mixed plastic recyclers as
well.**

While current technologies are able to distinguish mono-
layer from multi-layer trays, they are often deemed financially
infeasible for most material recovery facilities. To match output
from bottle-to-bottle recycling facilities, the tray recycling
process needs to be technologically improved, ideally with
dedicated lines added.* The tray-to-tray recycling capacity is
anticipated to exceed 300 000 tonnes per year by 2025, driven by
initiatives such as Tray2Tray and TrayRevive.*”*** It should
however be noted that in Europe there is no specific legislation
dedicated to thermoforming packaging yet.***

6.2. Open-loop mechanical recycling rPET applications

In addition to bottles and trays, fiber and strapping production
represented the second and third largest end-use markets in
2022, accounting for 15% and 6% of the total rPET usage,
respectively. The remaining 6% was allocated to various other
applications.*

The textile industry is a significant consumer of rPET, utilizing
approximately 15% of its total output in applications such as
carpet fibers, fabrics for clothing, sport shoes, and luggage.*****°
The primary standards governing textiles made from recycled
materials are the Recycled Claim Standard (RCS) and the Global
Recycled Standard (GRS), both of which have been in effect since
2013 and 2011, respectively.****** The RCS is an international,
voluntary standard that establishes requirements for third-party
certification of recycled inputs and ensures proper chain
custody.****! In contrast, the GRS encompasses additional
criteria related to social and environmental processing require-
ments, as well as chemical restrictions.***

In line with these efforts, the European Commission pub-
lished the EU strategy for Sustainable and Circular Textiles in
March 2022,*** which aims to further promote fiber-to-fiber
recycling by looking at the entire lifecycle of textile products
and proposing coordinated actions to transform both the
production and consumption patterns within the textile
industry.*** Notably, unlike food packaging applications, which
are subject to (very) stringent regulations regarding safety and
migration limits, legislation governing rPET used for fiber
production is less rigorous. This disparity reflects the different
safety concerns associated with textiles compared to materials
intended for food contact. Although both the RCS and the GCS
standards are not mandated by law, they can enhance credi-
bility and marketability in sectors increasingly focused on
environmental responsibility.

A key point to consider is that fiber-to-fiber recycling is less
common than bottle-to-fiber or tray-to-fiber recycling. After
being converted to fibers, virgin PET loses its ability to be re-
spun during its first melt spinning cycle due to various degra-
dation reactions.**>**® Therefore, it becomes hard to recycle PET
based textile waste to new fibers without applying any chain
extension or consecutive depolymerization and repolymeriza-
tion steps.’”**® Instead, at the end of their lifecycle, PET fibers
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can be repurposed as e.g. reinforcement in concrete, which has
been shown to enhance both flexural and compressive strength
compared to unreinforced concrete.***” Similarly, recent
research has shown that rPET can be enhanced with additives,
such as flame retardants and foaming agents, to expand its use
in various engineering applications, including electrical and
structural applications.**®

6.3. rPET applications not involving mechanical recycling

As was highlighted in Section 1, secondary recycling includes
the decomposition of materials into their constituent mono-
mers, which can then serve as a feedstock for the production of
new plastics or petrochemicals. The potential applications of
by-products obtained from chemical recycling processes are
highly diverse and depend on the specific recycling method
employed, such as glycolysis, hydrolysis, methanolysis, ami-
nolysis, or ammonolysis.**’

For instance, Sarkar et al. synthesized a novel polyester using
bis-(hydroxyethyl terephthalate) (BHET) monomers derived
from rPET waste,**® with excellent cytocompatibility in vitro for
soft tissue engineering and bone tissue engineering applica-
tions.**®*** Other examples include the manufacturing of e.g.
hardeners, plasticizers for PVC, and rigid polyurethane foams
from compounds derived from aminolysis from waste PET."***°

Additionally, tertiary recycling of PET involves dissolution—
precipitation techniques, where a solvent dissolves the selected
polymer, which is then filtered and recovered, followed by the
addition of an antisolvent to precipitate the dissolved polymer.
Recent studies have demonstrated that PET can be efficiently
recycled through this method, with potential applications in the
recycling of multilayer plastic films.*****° For example, CreaSolv
Technology has utilized their MultiCycle CreaSolv® Pilot Plant
to recover PET from multilayer flexible packaging for use in the
production of textile fibers.*”* Current research is still focused
on optimizing the process to make it more cost-effective and
environmentally sustainable.**®

Furthermore, the chemical energy stored in PET can be
recovered in the form of thermal energy during quaternary
recycling, which is the least preferred method of recycling.
Waste-to-energy technologies produce heat by burning PET
waste in the form of superheated steam that can be used to
generate electricity, or the residual heat from the waste stream
can also be used for heating residential and industrial
buildings.**>**

7. Conclusions and challenges

To fully define the boundary conditions that make mechanical
recycling technology preferred over other techniques to handle
poly(ethylene terephthalate) (PET) waste streams, it is para-
mount to establish a science-driven framework connecting
lower and higher technology readiness level (TRL) research and
insights.

This TRL connection implies the proper bridging of the
molecular and process scales along the whole value chain and
the connection of several scientific disciplines, with a leading
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role for the field of environmental engineering science (EES),
specifically life cycle assessment (LCA) and polymer reaction
engineering (PRE). The proper alignment of EES and PRE can
enable sustainable polymer reaction engineering (sPRE), in
which the PET process and its integration in a circular context
are optimized according to sufficiently tested and fundamen-
tally supported guidelines. Such guidelines enable more robust
decision making, considering features such as environmental
impact, economic suitability, and application properties as well
as market potential, recognizing the molecular scale, industrial
implementation schemes and waste compositional deviations.

The current LCA studies, being mainly geared by the inter-
pretation of overall process schemes and yields in different
steps, have indicated that for closed-loop recycling, mechanical
recycling is preferred over e.g. glycolysis followed by repolyme-
rization, but this combination is favored over virgin production
if this production process is properly designed. The addition of
virgin material can be needed, as put forward for enhanced PET
bottle-to-bottle recycling. This approach is recommended to
lower the impact of (thermo-mechanical) degradation, again
putting forward the relevance of the molecular scale in the
overall evaluation.

PRE driven molecular changes mainly take place in the melt-
and solid-based re-processing units, being the workhorse of
a mechanical recycling plant, at least assuming efficient
pretreatment steps and well-established finishing techniques
consistent with the virgin market. It is specifically critical to
verify which degradation reactions are dominant and to which
extent functional groups are converted or volatiles are created
that lead to a too low final recycled polymer quality, even upon
the application of chemical repair mechanisms or in general
chemical engineering mitigation strategies. If such a diminish-
ing in quality would be the case for a certain generation of PET
waste, one can then better anticipate the market potential for
next generations and sufficiently early start the integration of
the complementary chemical recycling route, preferentially
through depolymerization delivering the original monomer and
first oligomers. In other words, LCA could be not only based on
yields and energy efficiencies calculated for the overall plant
scheme; instead, it can be based on molecular variations in
each unit of such a scheme, with a direct connection to the
application potential also including other types of qualities as
originally intended. Current LCA outputs can thus be made
more molecularly dependent or new LCA output can be defined,
e.g. a LCA output correcting for repair potential.

The aforementioned molecular variations, as caused by the
stochastic nature of polymer modification mechanisms at the
micro-scale, should also be connected to PRE morphological
variations at the meso-scale (e.g. crystallinity variations) and
PRE macro-scale gradients in temperature and mixing to enable
a molecular scale driven LCA along the whole value chain,
particularly addressing the role of contaminants in disturbing
the degradation chemistry and application outreach. These
contaminants, either formed before or during the recycling, can
negatively affect the equipment performance, leading to
a decrease in process yield. Moreover, if these contaminants
persist in the recycled PET material, they can decrease the
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material properties and performance, thereby hindering its
effectiveness for the intended applications.

A challenge is therefore a better mapping of the influence of
the various types of contaminants, including non-intentionally
added substances (NIAS), to better pinpoint mitigation strate-
gies as well as support the formulation of future guidelines and
regulations, taking into account technological adaptations to
better measure NIAS contributions and to avoid the formation
of (critical) contaminants at the plant level. The required
research efforts need to be embedded both in academia and
industry, and upon their successful realization, will enable the
full exploitation of sPRE.

In this emerging sPRE field, model-based design and data
analysis will be essential to grasp with a sufficiently high level of
fundamental detail how units in the PET recycling industry
need to be connected, accounting for movements in the virgin
market and the presence of mingled streams of PET waste of
several generations in parallel to the virgin streams. The
generated insights will enable further optimization of currently
applied PET mechanical recycling strategies and introduce new
technology in harmony with chemical and physical recycling
technological design. Specifically, it will enable introducing
recycling or repair indicators to assess if PET mechanical or
chemical recycling is worthwhile. Such indicators can be
generalized to any recycling process and facilitate a link
between PRE software and LCA modeling tools and methodol-
ogies, thus enabling science driven guidelines for optimal
recycling for a given region or range of technologies available.

Abbreviations

AA Acetaldehyde

ABS Acrylonitrile butadiene styrene polymer
BBP Benzyl butyl phthalate

BPA Bisphenol A

BtB Bottle-to-bottle

CFD Computational fluid dynamics
CMMC Coupled matrix-based Monte Carlo
CO, Carbon dioxide

DBP Dibutyl phthalate

DEHP Diethylhexyl phthalate

DIBP Diisobutyl phthalate

DIP Diisononyl phthalate

EES Environmental engineering science
EC European Commission

ECHA European Chemicals Agency

EFSA European Food Safety Authority

eq. Equivalent

FCM Food contact materials

FTIR Fourier-transform infrared spectroscopy
GHG Greenhouse gas

GHS Global harmonized system

HDPE High density polyethylene

LDPE Low density polyethylene

LSP Liquid state polycondensation

LCA Life cycle assessment

v Intrinsic viscosity
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PAH
PE
PET
PETG
PMDA
PLA
PP
PRE
PVC
MADL
MMD
MoM
NaOH
NIAS
NIR
OML
REX
rPET
Sb
Sb,0;
SSP
TDI
STOT-RE
TiO,
TRL
rPET
SEA
SML
sPRE
TEA
US-EPA
uv
VIS
QC
XRF
VOC

Polycyclic aromatic hydrocarbon
Polyethylene

Poly(ethylene terephthalate)
Polyethylene terephthalate glycol
Pyromellitic dianhydride

Poly(lactic acid)

Polypropylene

Polymer reaction engineering
Poly(vinyl chloride)

Maximum allowable dose level
Molar mass distribution

Method of moments

Sodium hydroxide
Non-intentionally added substances
Near-infrared spectroscopy

Overall migration limit

Reactive extrusion

Recycled PET

Antimony

Antimony trioxide

Solid-state polymerization
Tolerable daily intake

Specific target organ toxicity-repeated exposure
Titanium dioxide

Technology readiness level
Recycled PET

Statistical entropy analysis

Specific migration limit

Sustainable polymer reaction engineering
Techno-economic assessment
American Environmental Protection Agency
Ultraviolet

Ultraviolet spectroscopy

Quality control

X-ray fluorescence

Volatile organic compound
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