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rrangement of atomic
configurations during the conversion of FAU zeolite
to CHA zeolite†

Koki Muraoka, ‡§a Yuki Sada, ‡a Atsushi Shimojima, bc

Watcharop Chaikittisilp d and Tatsuya Okubo *a

In order to realize designed synthesis, understanding the formation mechanism of zeolites at an atomic

level has long been aspired, but remains challenging due to the fact that the knowledge of atomic

configurations of the species formed during the process is limited. We focus on a synthesis system

that crystallizes CHA zeolite from FAU zeolite as the sole source of tetrahedral atoms of Si and Al, so

that end-to-end characterization can be conducted. Solid-state 29Si MAS NMR is followed by high-

throughput computational modeling to understand how atomic configurations changed during the

interzeolite conversion. This reveals that the structural motif commonly found in FAU and CHA is not

preserved during the conversion; rather, there is a specific rearrangement of silicates and aluminates

within the motif. The atomic configuration of CHA seems to be influenced by that of the starting

FAU, considering that CHA synthesized without using FAU results in a random Al distribution. A

Metropolis Monte-Carlo simulation combined with a lattice minimization technique reveals that CHA

derived from FAU has energetically favorable, biased atomic locations, which could be a result of the

atomic configurations of the starting FAU. These results suggest that by choosing the appropriate

reactant, Al placement could be designed to enhance the targeted properties of zeolites for catalysis

and adsorption.
Introduction

Understanding formation mechanisms at an atomic scale is
essential for the rational design and synthesis of materials.
Once established, this approach should be able to identify
fundamental factors in controlling materials formation as well
as the corresponding process parameters, ultimately enabling
the synthesis of novel materials with desired and adjustable
properties. This approach has been extensively used in organic
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synthesis to connect building blocks and has produced count-
less numbers of chemical entities.1,2 Although atomic-level
understanding has been aspired to for years with zeolite
synthesis,3 previous studies have been limited owing to the
nature of hydrothermal synthesis, which is a standard tech-
nique to prepare these microporous materials. The reaction is
generally mediated by amorphous aluminosilicates,4–8 which
makes the elucidation of the formation mechanism difficult. In
situ analyses of zeolite formation9–15 have been conducted to
capture a detailed image of zeolite synthesis. Although these
studies have deepened our understanding of the mechanism,
the exact atomic rearrangement during this process is
unknown, which makes it fundamentally challenging to link
intermediate species with the formed zeolite structures.

Atomic-level understanding has not even been achieved for
the zeolite product itself. Zeolites are crystalline microporous
materials built from tetrahedral atoms and bridging oxygen
atoms. Depending on the topology of the chemical network,
different three-letter codes are assigned, such as FAU and CHA.
While it has been well accepted that Si or Al can occupy the
tetrahedral sites of aluminosilicate zeolites, conventional
diffraction techniques can hardly differentiate Si and Al; hence,
the precise atomic arrangements of Si and Al within zeolites
were barely understood until very recently.16 Current progress in
characterization techniques, detailed catalytic studies, and
Chem. Sci., 2019, 10, 8533–8540 | 8533
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Fig. 1 A schematic illustration of interzeolite conversion from FAU to
CHA in the presence of a KOH aqueous solutionwithout any additional
Si or Al sources. Both FAU and CHA are constructed with a building
unit, d6r (grey hexagonal prism). Yellow spheres are Si atoms, light blue
spheres are Al atoms, and the yellow sticks are O atoms.
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theoretical studies have enabled the quantication of the
location of Al in zeolites.17–26

Because the detailed structures of some zeolites have been
studied extensively, employing them as a seed crystal in
starting materials is an effective means to deduce zeolite
formation mechanisms.27–29 Indeed, seed-directed zeolite
syntheses by the authors have shown structural similarities
between the seeds and products, implying that the atomic
structures of aluminosilicate species formed before the
completion of zeolite growth can inuence the structure of the
zeolite products.28 However, seed-directed methods generally
entail additional Si and Al sources in the starting materials,
which complicates the formation mechanism and makes it
difficult to understand.

In this sense, zeolite synthesis using another zeolite as the
sole Si and Al source—the so-called “true interzeolite conver-
sion (IZC)”30—is an attractive system to study, because the
atomic-level structural information for the reactant and product
is available. As is the case with seed-directed methods, several
studies have discussed the structural similarity in IZC. A
previous study assessed IZC from *BEA toMFI and claimed that
their common building unit, termed mor, played an important
role during the synthesis.31 In addition to other studies
emphasizing common structural motifs in IZC,32,33 Mart́ın et al.
noted the possibility that FAU in reactant mixtures supplies
a building unit, termed a double-six-ring (d6r), to foster the
formation of CHA.34 Interestingly, both FAU and CHA are solely
constructed with d6r as shown in Fig. 1, although there is no
evidence to prove that d6r in FAU is directly transferred to CHA
with the chemical topology intact.35 Another interesting point is
that true IZC generally proceeds without the formation of
amorphous matter,30 implying that end-to-end solid character-
ization is achievable. These features motivated us to examine
the atomic conguration of CHA synthesized from FAU without
any additional Si or Al sources. The combined experimental and
computational analyses showed that CHA derived from IZC had
a biased, energetically favorable atomic conguration, which
could be the result of the atomic conguration of the starting
FAU, although the d6r structure did not remain intact during
the conversion.
8534 | Chem. Sci., 2019, 10, 8533–8540
Methods
Synthesis of zeolites

The starting Na-type FAU zeolite (HSZ-320NAA, Si/Al¼ 2.69) was
purchased from Tosoh Corporation. Potassium chloride
(99.9%) and potassium hydroxide (85%) were purchased from
FUJIFILM Wako Pure Chemical Corporation. Ludox AS-40
colloidal silica (40%) and aluminum hydroxide were
purchased from Sigma Aldrich. 1 g of the starting Na-type FAU
and 4 g of potassium chloride were dispersed in 80 g of
deionized water and agitated at 333 K for 2 h. The solid sample
was recovered via ltration and thoroughly washed using
deionized water. This ion-exchange procedure was repeated
three times. The solid product was dispersed in a potassium
hydroxide aqueous solution. This mixture had a chemical
composition of 2.7 SiO2 : 1.0 Al(OH)3 : 2.2 KOH : 150H2O, and
was heated at 423 K under autogenous pressure for 110 h in
a Teon reactor encapsulated in a stainless-steel autoclave
tumbled at 20 rpm. The solid sample was recovered via ltra-
tion, thoroughly washed using deionized water, and dried at
353 K. For a control experiment, aluminum hydroxide was
dissolved in a potassium hydroxide aqueous solution. Aer
obtaining a clear colorless solution, colloidal silica was slowly
added. The resulting mixture was agitated at ambient temper-
ature and transferred to the Teon reactor. The same heating
and recovering procedures were applied.

Characterization

Powder X-ray diffraction (XRD) patterns were recorded on
a diffractometer with CuKa radiation (l ¼ 1.54056 Å, Rigaku
Ultima IV, 40 kV, 40 mA) at a scanning rate of 4� min�1 over
a range of 3� to 50�. Thermogravimetric analyses were per-
formed on a PU 4K (Rigaku) with a heating rate of 10 K min�1,
using a mixture of 10% O2 and 90% He as the carrier gas.
Samples dissolved in hydrouoric acid were characterized using
an inductively coupled plasma-atomic emission spectrometer
(iCAP-6300, Thermo Scientic). Solid-state NMR spectra were
recorded on a JEOL JNM ECA-400 spectrometer. 27Al magic-
angle spinning (MAS) NMR spectra were recorded at 104.17
MHz with a relaxation delay of 1 s (30� pulse). 29Si MAS NMR
spectra were recorded at 79.42 MHz with a relaxation delay of
100 s (45� pulse). Peak areas of the 29Si MAS NMR spectra were
deconvoluted with Voigt functions using dmt soware.36 A
eld emission scanning electron microscope (SEM, Hitachi S-
4700) was used for characterizing the morphology of the solid
samples.

Computation

Crystal structures of FAU and CHA were obtained from a data-
base.37 Aer discarding crystal symmetries, crystal models of
FAU with the chemical composition Si140Al52O384 (Si/Al ¼ 2.69),
without any Al–O–Al moieties, were generated by randomly
introducing Al following a specic computational protocol.23,38

Models for CHA having the chemical composition Si198Al90O576

(Si/Al ¼ 2.20) were created using the same procedure aer
expanding the unit cell by 2 � 2 � 2. The models closest to the
This journal is © The Royal Society of Chemistry 2019
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experimental observations were identied using a method re-
ported previously.23 Our in-house code was used to analyze the
fraction of Q4(nAl) species. Models for CHA synthesized without
using FAU were built through the same procedure with the re-
ported chemical composition Si207Al81O576 (Si/Al ¼ 2.56). The
difference between the crystal models and experimentally
observed 29Si MAS NMR spectra was dened as follows.

Difference ¼
X4

n¼0

|FNMRðnAlÞ � FModelðnAlÞ|

FNMR(nAl) is the fraction of Q4(nAl) species by 29Si MAS NMR,
while FModel(nAl) is that derived from the modeling.

A Metropolis Monte-Carlo scheme was implemented and
utilized based on the GULP package.39 Initial locations of
counter cations were randomly decided based on geometrical
considerations.23,38 Aer two counter cations were randomly
selected, they were relocated based on randomly assigned
oxygen atoms and the corresponding geometrical relations.23,38

Aer performing lattice minimization under constant pressure
for 10 steps using a force eld;40 this swapping was accepted if
either the energy decreased, or with a probability of P ¼
exp(�DE/kBT) if the energy increased. DE is the energy differ-
ence, kB is the Boltzman constant, and the temperature (T) was
423 K. Aer repeating the swapping 800 times, the nal struc-
ture was optimized up to 1000 steps. Potassium cations were
used for CHA, while sodium cations were used for FAU. Ten
models with random Al distributions underwent the same
Metropolis Monte-Carlo simulation for each case.
Results and discussion

In conventional FAU-to-CHA conversion, dealuminated FAU
with many defects41 in the framework is frequently
employed;32,34,42 still, it is not desirable for analyzing atomic
congurations.23 Here, we started with Al-rich FAU to crystallize
CHA in a KOH aqueous solution without any organics as shown
in Fig. 1. The XRD patterns in Fig. 2 show that the peaks
resulting from FAU decrease as the diffraction derived from
CHA increases, as the hydrothermal treatment progresses.
Fig. 2 Powder X-ray diffraction patterns of the starting FAU and
recovered samples with different heating times together with the
simulated patterns for CHA.

This journal is © The Royal Society of Chemistry 2019
Aer 110 hours, all FAU was completely consumed and fully
crystallized CHA was obtained. By examining the XRD patterns
(Fig. 2) and SEM images (Fig. S1†), no amorphous matter can be
observed throughout the conversion process, which is
a common occurrence in other IZC systems,30 although the
resolution of these techniques cannot conrm complete
absence. Elemental analysis showed that the Si/Al molar ratio
decreased from 2.69 to 2.17 via the FAU-to-CHA conversion. The
decrease in Si/Al under alkaline synthesis conditions is
a common phenomenon because the Si–O–Si bond is more
easily cleaved by hydroxyl ions than the Si–O–Al bond.43 Such
a change in the chemical composition is one of the possible
factors that drive the conversion. Another plausible driving
force in IZC is the formation of zeolites with a higher framework
density,44,45 which holds for the conversion of FAU with
a framework density of 13.3 T nm�3 to CHA with a framework
density of 15.1 T nm�3.37

The peaks centered at approximately 60 ppm in the 27Al NMR
spectra of FAU and CHA indicated that all Al species were
incorporated into the zeolite frameworks with tetrahedral
coordination (Fig. S2†), which is consistent with the high crys-
tallinity of both zeolites. Because FAU and CHA have only one
crystallographic tetrahedral site each, highly symmetric and
sharp peaks were observed. The fact that FAU and CHA have
only one crystallographic tetrahedral site is advantageous for
analyses using 29Si MAS NMR.23 It is well accepted, particularly
for zeolites with a single crystallographic tetrahedral site, that
peaks in the 29Si MAS NMR spectra are ascribed to Si(–O–
Si)4�n(–O–Al)n, i.e. Q

4(nAl) species. From the peak areas in the
29Si MAS NMR spectra (Fig. 3a and e), the Si/Al ratios in the
frameworks of FAU and CHA were calculated to be 2.74 and
2.20, respectively. These values are remarkably consistent with
those from elemental analyses, presumably owing to the scar-
city of defects (i.e., Q3; Si(–O–H)(–O–Si)3�n(–O–Al)n, n ¼ 0–3) as
conrmed from the NMR spectra. This is also supported by the
crystal shapes and sizes (Fig. S1†).

To obtain the possible atomic congurations, we employed
previously reported methods25 to compute 10 000 aluminosili-
cate models for both FAU and CHA with the observed respective
chemical compositions, but with random Al distributions.25 We
then calculated the fraction of Q4(nAl) for each crystalline model
and compared it to the experimentally observed values. As
shown in Fig. 3b and f, this comparison shows that experi-
mental values of both the starting FAU and resulting CHA were
not statistically average but biased, as observed for siliceous
FAU obtained via direct synthesis.23 The statistical plots in
Fig. 3c and g conrm this, as the experimental values are within
the range of outliers for both cases. For comparison, we per-
formed the same computational analyses for CHA with similar
Si/Al values, synthesized by hydrothermally treating amixture of
colloidal silica, aluminum hydroxide, potassium hydroxide, and
water with the chemical composition 2.5SiO2 : 1.0Al(OH)3-
: 2.5KOH : 300H2O.46 Interestingly, the Q4(nAl) speciation of
CHA prepared without using FAU was near the statistical
average as shown in Fig. 3i and j. This indicates that the Al
distribution of CHA derived from IZC is inuenced by FAU.
Chem. Sci., 2019, 10, 8533–8540 | 8535
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Fig. 3 29Si MAS NMR analyses combined with computational modeling for (a–d) the starting FAU, (e–h) CHA synthesized from FAU, and (i–k)
CHA synthesizedwithout using FAU. Note that the 29Si MAS NMR spectrum ofCHA synthesized without using FAU is not shown because data are
taken from the literature.46 (a) and (e) show 29Si MAS NMR spectra of zeolites showing peaks derived from Si species coordinated with n O–Al
bonds and 4� nO–Si bonds where n¼ 0, 1, 2, 3, and 4 for (I) observed, (II) simulated, and (III) deconvoluted spectra. (b), (f), and (i) show fractions
ofQ4(nAl) species of 10 000 generated models with random atomic configurations as lines, together with the experimentally observed values as
cross symbols. (c), (g), and (j) show box plots of the fractions of Q4(nAl) species of 10 000 models with random atomic configurations. The top
and the bottom of the box are the 75th and 25th percentiles, respectively. The bold bar inside the box indicates the median, while the diamond
indicates the mean. The upper and lower bars are the most extreme data points within 1.5 times the interquartile range. Outliers are shown as
black dots. Experimental values are shown as cross symbols. (d), (h), and (k) show the fractions of Q4(nAl) Si species of the top five model
structures (solid lines) that possess Si speciation closest to 29Si NMR data (cross symbols).
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To clarify the relationship between the Al distributions of
FAU and CHA, we selected ve models that are closest to the
experimental Q4(nAl) values as shown in Fig. 3d, h, and k. The
crystal structures are shown in Fig. S3–S5.† To consistently
analyze FAU and CHA, we focused on the atomic conguration
of their common building unit, d6r. As previously reported,23

there are only 19 topologically distinct atomic congurations
for d6r as shown in Fig. 4, because Al–O–Al bonding is avoided
in synthetic zeolites, which constitutes Löwenstein's rule.47 As
shown in Fig. 4, the starting FAU possessed d6r with three Al
atoms (3Al), particularly 3Al-1, 3Al-2, and 3Al-3, as dominant
species (see the rst row in Fig. 5). Aer the FAU-to-CHA
conversion, d6r with 2Al and d6r with 3Al decreased, while the
fraction of d6r with 4Al increased, which is consistent with the
decrease in Si/Al via the IZC. This result is signicantly different
from a hypothetical scheme in which FAU directly supplies d6r
to crystallize CHA. It is likely that a more intensive rearrange-
ment is involved, such as the formation of oligomers smaller
8536 | Chem. Sci., 2019, 10, 8533–8540
than d6r via dissolution, and substitutions between Si and Al—
a prism break.

As opposed to the view that IZC can proceed by selectively
dissolving Si without mobilizing Al,30 the current system likely
involves mobile Al species owing to the highly alkaline condi-
tions. Although the overall fraction of d6r with 4Al increased via
the FAU-to-CHA conversion, the change in 4Al-1, 4Al-2, and 4Al-
3 was relatively small. In the CHA derived from FAU, however,
4Al-4 and 4Al-5 markedly increased and were the dominant
species. Among all d6r species with 4Al, 4Al-5 possesses the
smallest number of Al–O–Si–O–Al moieties, which should be
avoided as much as possible according to Dempsey's rule.23,48

Because the Al–O–Al moiety is not allowed by Löwenstein's rule,
4Al-5 lacks a Si site that can be replaced with Al. Similarly, 4Al-4
disallows the substitution of Al for Si without violating
Löwenstein's rule. Fig. 5 maps the relationships that would
occur by isomorphically substituting Si with Al. While 4Al-4 and
4Al-5 are saturated with Al, the other species, namely, 4Al-1, 4Al-
This journal is © The Royal Society of Chemistry 2019
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Fig. 4 Fractions and configurations of Al in the d6r units found in the starting FAU and resulting CHA.

Fig. 5 Relationships between d6r species. The first row is the most
abundant species in FAU; 3Al-1, 3Al-2, and 3Al-3. Arrows connect pairs
of d6r species that can be transformed via isomorphic substitution
between Si and Al. See Fig. S6† for complete relationships.
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2, and 4Al-3, have replaceable Si sites, which can form d6r with
5Al directly (Fig. 5 and S6†). This could explain why only 4Al-4,
4Al-5, and 5Al signicantly increased while 3Al-1, 3Al-2, and 3Al-
3 decreased during the FAU-to-CHA conversion.

To conrm that these ndings were not trends inherent in
the current chemical composition, we compared the average
abundance ratios of d6r species with the experimental results,
and for randomly generated models with the same chemical
compositions. The plot in Fig. S7† shows that 4Al-4, 4Al-5, and
3Al-2 are remarkably abundant in the models consistent with
the experiments, conrming that the effects are likely derived
from the specic Al distribution present in the synthesized
CHA. Notably, the actual process of atomic rearrangement
during the FAU-to-CHA conversion is likely to be more
complicated than that shown in Fig. 5. Nevertheless, consid-
ering that CHA synthesized without using FAU had a random Al
distribution (see Fig. 3j), it is reasonable to think that the Al
distribution of the starting FAU inuenced the resulting CHA.

Possible factors that can lead to such biased atomic cong-
urations are charge balancing, the local environment of atoms,
and energy stability.21–23,25,38,49 To examine how energy stability
affects the present system, we performed computational
This journal is © The Royal Society of Chemistry 2019
modeling based on the crystal models obtained from 29Si MAS
NMR. The crystal models in Fig. S3–S5† lack the information of
counter cations, which are potassium or sodium cations for the
synthesis of the present CHA or the typical synthesis of FAU,23

respectively. Brute-force modeling of all locations is feasible
when the number of Al for each cell is small50 but is unrealistic
for the current Al-rich models with a myriad of possible
combinations. Instead, we employed the Metropolis Monte-
Carlo method51 to obtain the location of counter cations
within a reasonable amount of computational time. A cycle of
the computational protocol starts with updating the location of
cations and subsequently optimizing the structure. The appli-
cation of this scheme for a CHAmodel consistent with 29Si MAS
NMR yielded the crystal structure shown in Fig. 6. As suggested
in previous studies, the sites for potassium were the sites inside
an eight-membered-ring and sites above d6r.37,50 An identical
computational protocol was applied for ten CHA models with
the same chemical compositions but with random Al locations.
As shown in Fig. 6c, CHA derived from FAU was energetically
preferred with an energy difference of �328 kJ per mol per unit
cell (U.C.) on average. On the other hand, the models consistent
with CHA synthesized without FAU showed statistically similar
energy to the counterparts with random Al locations (Fig. 6f).

Why did CHA synthesized from FAU have an energetically
favorable, biased atomic conguration, while FAU-free
synthesis produced CHA with random Al locations? Dusselier
and Davis mentioned a low OH� content, required for the
successful crystallization of zeolites with even membered-rings,
as a characteristic of IZC.30 Conventional synthesis generally
requires a high OH/Si ratio to promote the formation of zeolites
with even membered-rings, but this could have been
substituted with the 4 membered-ring, 6 membered-ring, and
d6r found in FAU which could act as a substitute for the highly
alkaline medium that favors even membered-rings.30 Indeed,
the synthesis of CHA by IZC requires less hydroxide (OH/Si ¼
0.82) than FAU-free synthesis (OH/Si ¼ 1.0). When FAU was
replaced with conventional Si and Al sources in an otherwise
identical procedure, CHA did not crystallize, but formed a dense
phase as shown in Fig. S8,† which implies that FAU inuences
formation pathways. The highly alkaline conditions in the FAU-
free route may intensively dissociate and reunite Si–O and Al–O
Chem. Sci., 2019, 10, 8533–8540 | 8537
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Fig. 6 Results of theMetropolis Monte-Carlo simulation forCHA synthesized from FAU (a–c) andCHA synthesizedwithout using FAU (d–f).46 (a),
(b), (d), and (e) show the crystal structures derived from the Metropolis Monte-Carlo simulation of the models closest to 29Si MAS NMR. Yellow
sticks are Si atoms, red sticks are O atoms, light blue spheres are Al atoms, and purple spheres are K atoms. (c) and (f) show the framework
energies of the final structures of the Metropolis Monte-Carlo simulation (closed circles) for the five models consistent with 29Si MAS NMR and
ten randomly selected models. Average energies are shown as open diamonds. Energies were offset by the average energy of models with
random Al locations.

Fig. 7 (a) The crystal structure derived from the Metropolis Monte-
Carlo simulation of the model closest to 29Si MAS NMR of the starting
FAU. Yellow sticks are Si atoms, red sticks are O atoms, light blue
spheres are Al atoms, and green spheres are Na atoms. (b) Framework
energies of the final structures of the Metropolis Monte-Carlo simu-
lation (closed circles) for the fivemodels consistent with 29Si MAS NMR
and ten randomly selected models. Average energies are shown as
open diamonds. Energies were offset by the average energy of models
with random Al locations.
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bonds in starting materials to form monomers and very small
oligomers that result in random atomic congurations, while
lower alkalinity in the IZC route would maintain part of the
atomic congurations of the starting FAU to construct CHAwith
spatially biased Al locations. This hypothesis should be
conrmed by other characterization methods such as solution-
state NMR techniques, which merits investigation in future
work.
8538 | Chem. Sci., 2019, 10, 8533–8540
If the atomic conguration of FAU helps achieve a structure
with low energy in the resulting CHA, it is natural to anticipate
that the starting FAU also has an energetically stable Al distri-
bution. To validate this hypothesis, we performed Metropolis
Monte-Carlo analysis on FAU zeolite models. As shown in Fig. 7,
the models consistent with the starting FAU showed more
negative energies than the counterparts with random Al loca-
tions, which has also been reported for laboratory-prepared
FAU.23 Since detailed methods to reproduce commercial FAU
have not been disclosed, it is of interest to investigate such
laboratory-prepared FAU zeolites as starting materials in the
future.

The ndings reported here suggest that CHA synthesized via
IZC can be energetically inuenced by the atomic conguration
of the starting FAU. A simple transfer of d6r cannot explain this
phenomenon, which leads us to think that a more complicated
breaking and reuniting of T–O bonds is involved. This recon-
struction of aluminosilicate frameworks was not likely enough
to completely depolymerize the energetically favorable atomic
conguration in FAU, which could result in the crystallization of
CHA with stable Al locations.
Conclusions

To the best of our knowledge, we performed the rst end-to-end
characterization of atomic congurations during FAU-to-CHA
conversion. It is a relevant system for this purpose because both
zeolites have only one tetrahedral site and are constructed with
only d6r. Our synthesis employs FAU as the sole Si and Al source
This journal is © The Royal Society of Chemistry 2019
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and avoids amorphous matter formation. The results suggested
that a specic rearrangement of silicates and aluminates
occurred rather than a simple transfer of d6r. However, the
atomic conguration of CHA was inuenced by the starting
FAU. Considering that the location of Al in the zeolite frame-
work is essential for the most industrially important applica-
tions of CHA, namely, in methanol-to-olen reactions and in
the reduction of NOx,30,52–54 the atomic-level insight obtained in
this study will contribute to the development of catalysts with
improved performance. In addition, the approach used in this
study which applies the spectroscopic technique and high-
throughput computational modeling based on theoretical
calculations would be applicable to other materials with
complex formation mechanisms.

Conflicts of interest

There are no conicts to declare.

Acknowledgements

Computational resources were provided by the Supercomputer
Center at the Institute for Solid State Physics (ISSP), The
University of Tokyo. K. M. is a Japan Society for the Promotion of
Science (JSPS) research fellow (DC1) and is supported by a JSPS
Research Fellowship for Young Scientists (16J10484). The
authors acknowledge the help of Dr T. Shibue (Materials
Characterization Central Laboratory at Waseda University) for
NMR measurements.55

References
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B. Alonso, J.-O. Durand, B. Bujoli, Z. Gan and G. Hoatson,
Magn. Reson. Chem., 2002, 40, 70–76.

37 Database of Zeolite Structures, http://www.iza-structure.org/
databases.
Chem. Sci., 2019, 10, 8533–8540 | 8539

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9sc02773d


Chemical Science Edge Article

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
8 

20
19

. D
ow

nl
oa

de
d 

on
 2

02
6-

02
-2

3 
 1

:5
8:

36
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
38 K. Muraoka, W. Chaikittisilp and T. Okubo, J. Am. Chem.
Soc., 2016, 138, 6184–6193.

39 J. D. Gale and A. L. Rohl, Mol. Simul., 2003, 29, 291–341.
40 R. A. Jackson and C. R. A. Catlow, Mol. Simul., 1988, 1, 207–

224.
41 C. Schroeder, M. R. Hansen and H. Koller, Angew. Chem., Int.

Ed., 2018, 57, 14281–14285.
42 Y. Ji, M. A. Deimund, Y. Bhawe and M. E. Davis, ACS Catal.,

2015, 5, 4456–4465.
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