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Two dimensional (2D) materials are a young class of materials that is
foreseen to play an important role as building blocks in a range of
applications, e.g. flexible electronics. For such applications, mechanical
properties such as the bending rigidity x are important. Only a few
published measurements of the bending rigidity are available for 2D
materials. Nearly unexplored is the question of how the 2D material
density influences the bending rigidity. Here, we present helium atom
scattering measurements on a “holey” bilayer silica with a density of
1.4 mg m2, corresponding to 17 monolayers coverage. We find a
bending rigidity of 6.6 + 0.3 meV, which is lower than previously
published measurements for a complete 2D film, where a value of
8.8 + 0.5 meV was obtained. The decrease of bending rigidity with
lower density is in agreement with theoretical predictions.

The bending rigidity of a material, sometimes also referred to
as the bending modulus, expresses the flexibility of the material
and is an essential metric for technological applications, such
as flexible electronics’ and van der Waals materials. For 2D
materials, the bending rigidity has proven challenging to
measure.”

Helium atom scattering (HAS) is a uniquely well-equipped
technique for characterising surfaces and 2D materials. This
suitability is due to the combination of its neutral, non-
penetrating nature and low incident energies, in addition to
wavelengths comparable to interparticle separation.’> Al Taleb
et al. showed that inelastic HAS can be applied to measure the
bending rigidity of 2D materials.® By measuring the dispersion
of the out-of-plane flexural mode, also referred to as the
bending mode, or ZA-mode, they extracted the bending rigidity
of monolayer graphene grown on copper foil. Applying HAS in

“ Department of Physics and Technology, University of Bergen, Allégaten 55, 5007
Bergen, Norway. E-mail: martin.tomterud@uib.no

b Fritz-Haber-Institut der Max-Planck-Gesellschaft, Faradayweg 4-6, 14195 Berlin,
Germany

¢ Department of Physics and Astronomy, Clemson University, Clemson, South
Carolina 29634, USA

4 Donostia International Physics Center (DIPC), Paseo Manual de Lardizabal, 4,
20018 Donostia-San Sebastidn, Spain

This journal is © the Owner Societies 2022

*@ Sabrina D. Eder,
Hans-Joachim Freund,® Joseph R. Manson

¥ ROYAL SOCIETY
PP OF CHEMISTRY

Variation of bending rigidity with material density:
bilayer silica with nanoscale holes

@ Christin Buichner,® Markus Heyde, (2°
¢4 and Bodil Holst (22

this manner has the advantage that the 2D material does not
have to be free-standing; it can be weakly bound to a substrate.
The substrate influences the lowest-energy phonon modes if
the material is too tightly bound. In particular, one expects to
find evidence of, and possible interference with, the Rayleigh
mode of the substrate.”

In 2018, HAS was applied to measure the bending rigidity of
2D silica.®® The results were found to be in reasonable agree-
ment with computations of crystalline 2D silica."® Bilayer silica
is a particularly interesting 2D material because it is a wide
bandgap material,'" it can be used as an insulating material in
material stacks,’” and experiments have demonstrated the
potential of this 2D material to act as both a defined atomic
sieve layer'® and a capturing device for noble gas atoms.™
Furthermore, bilayer silica allows for large scale transfer from
its original growth substrate to another single crystal surface."”
This, together with recent advances demonstrating that bilayer
silica can be grown fast and on large scale using atomic layer
deposition (ALD) methods,'®!” makes bilayer silica an
application-ready material. It is therefore of particular interest
to document its mechanical properties.

Very recently, some of the present co-authors applied HAS to
measure the temperature dependence of the bending rigidity of
AB-stacked bilayer graphene,® explicitly showing that bending
rigidity increases with temperature. In the present work, we
pose the question of how decreasing the mass density of the
sample affects the bending rigidity, and we apply inelastic HAS
to measure the bending rigidity of a silica bilayer film with
nanoscale holes.

It was shown many years ago that the long wavelength (i.e.
short momentum transfer) dispersion relation of the ZA-mode
depends on the bending rigidity, x."® For a large, thin, free-
standing membrane with fixed edge (d’Alembertian) boundary
conditions, one obtains a dispersion relation as a function of
parallel wave vector transfer AK given by*%*!

wZAz(AK) = VZAZAK2 + LAK4, (1)
P2
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where p,p, is the 2D mass density and vza = \/c4a/pop, Where
44 is the shear force constant of the material. A few years ago
Amorim and Guinea showed that when a thin membrane is
weakly coupled to a substrate, a gap w,, is introduced, where w,
is the binding energy between the substrate and the
membrane.”* The dispersion relation for the ZA-mode after
this inclusion reads as

w742 (AK) = o + ——AK*. 2)
P2p
In principle, a quadratic acoustic term is also present in eqn (2);
however, the constant term dominates it at small AK, and it is,
therefore, negligible.’

The 2D silica sample used for the experiments presented in
this paper was prepared at the Fritz-Haber Institut in Berlin in
ultra-high vacuum (UHV) on a substrate of Ru(0001). The
sample was investigated using scanning tunnelling microscopy
(STM) and low-energy electron diffraction (LEED). The film
exhibited crystalline and vitreous silica film areas, with both
diffraction peaks and a ring visible in LEED. After preparation
in Berlin, the sample was transported to Bergen, during which
time it was exposed to ambient conditions for more than
20 hours. The sample was installed in an argon vented sample
chamber upon arriving in Bergen and pumped down. The
background pressure of the chamber was approximately
1 x 10~° mbar. Before measurements, the sample was cleaned
by heating to Ts = 675 K for 1 h under a partial O, oxygen
pressure of po_= 2.2 x 10~ ° mbar. The partial O, pressure was
turned off at Ts < 400 K during the cooling process of the
sample. HAS experiments were carried out in the molecular
beam apparatus, named MAGIE, at the University of
Bergen.”*?* The neutral helium beam was created by a free-
jet expansion from a source reservoir through a diameter 10 £ 1
um nozzle. A skimmer, 410 £+ 2 pm in diameter, placed 17.5 +
0.5 mm in front of the nozzle, selected the central part of the
beam. The distance between the chopper and the sample was
1.003 m, with a total nozzle-to-sample distance of 1.546 m, and
sample-to-detector distance 0.905 m. The stagnation pressure
in the source, p,, was between 70-80 bar. The measurements
were conducted with the limiting aperture placed between the
sample and the chopper chambers, 1.325 m from the nozzle
giving a beamwidth of 7 mm on the sample. The detector
opening was 4.6 mm wide. Over several days, a slight decrease
in the reflected signal intensity could be observed. The original
intensity was restored by repeating the cleaning process
described above. The source-detector angle was kept fixed at
90°. All experiments were carried out with a room temperature
sample Ts = 296 £ 2 K. Diffraction measurements were taken
with a room temperature beam, which corresponds to a beam
energy of approximately E, = 64 meV. Time-of-flight (TOF)
measurements were performed with a cooled beam of about
E, = 29 meV. With the given geometry of the experimental
apparatus, this gives a coherence length of about 100 A.?® The
measurements presented were conducted in three independent
series at three different azimuthal angles ¢ in order to check
that the results were isotropic. The incident beam angle 0; was
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Fig. 1 Angular distribution curves of the bilayer silica film with nanoscale
holes supported on Ru(0001). Taken with a beam energy of £; = 28.8 meV.
¢ = 0.0° corresponds to the I'M direction of the substrate. The two curves
labelled with ¢ = 90.0° are independent runs.

varied during the series. Before the measurements started, the
sample structure was characterised by in-plane diffraction
curves, shown in Fig. 1. Two different azimuthal angles are
investigated, with ¢ = 0.0° corresponding to the I'M direction of
the Ru(0001) substrate. The signs of a vitreous ring structure
are visible with peaks at about 36° and 54°.

The local area density for the silica bilayer can vary between
1.4 mg m~? and 1.8 mg m > depending on the ring size
distribution and local arrangement in crystalline and amor-
phous film areas.®>® The average area density for the silica
bilayer film system can be estimated to be 1.6 mg m . An
elegant way to tune the silica bilayer film properties is to
change the overall monolayer (ML) coverage of the film system
across the sample area. The silica film can be grown in a closed
bilayer (2 ML) or a “holey” film structure (<2 ML). For samples
with initial coverage between 1.6-1.8 ML, most of the holes
have been reported to have an area of up to 10-40 nm?>’
corresponding to a hole diameter less than 3.5 nm. The change
in the coverage allows for modifying the overall average area
mass density. The open holes in the silica film have been
characterised by STM images, an example of which can be seen
in Fig. 2, together with a model of the bilayer. Altogether 8 STM
images of various sizes (ranging from 30 nm x 30 nm to
50 nm x 50 nm), were examined. After determining the cover-
age of each one and taking a weighted average, we obtain an
average coverage of 1.7 £ 0.1 ML; i.e. about 15% holes. The area
mass density of this sample is therefore determined to be p,p =
1.4 + 0.1 mg m > We want to make the comments that some
holes may, in fact, be filled by a single ML silica film*” and not
go all the way through as indicated in Fig. 2. If a hole is filled by
a silica ML, there will be pinning to the substrate in that area.
However, the pinning implies that the density of the free-
swinging part of the bilayer will be the same regardless of
whether the holes are empty or covered by a ML. Furthermore,
if the silica ML inside the holes played a dominant role

This journal is © the Owner Societies 2022
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Fig. 2 The structure of a silica bilayer film with nanoscale holes. An STM
image of the sample used is given in the top left area. The field of view
shows 30 nm x 30 nm and a colour coded z scale of 1.6 nm (sample
voltage Vs = 1V, tunnelling current I+ = 100 pA). A side view of silica bilayer
film structure is given by a schema together with a model of the film
structure at the bottom area. Si atoms shown as the green, larger, balls, O
atoms shown a the smaller red balls. The silica film is supported on a
ruthenium substrate. The sample exposes on average 15% holes, which
leads to a film coverage of 1.7 ML.

compared to the open holes, this should be visible as a Rayleigh
mode in the phonon dispersion curve. See discussion
further on.

The TOF curves are converted to energy exchange with the
surface, AE. This conversion is shown in Fig. 3, where the TOF
spectra seen in the right panel are converted in the left panel.
Arrow annotations show phonon peaks. The data points
obtained for the dispersion of the ZA-mode for all different
azimuthal angles are presented in Fig. 4, along with examples
of scan curves shown in the upper panel of the figure. A HAS
experiment only sees what lies along its 1D scan curve, and as is
seen in Fig. 4, it is possible for the scan curve to intersect with
the dispersion relation of the ZA-mode twice. When that
happens one expects to find two ZA-mode excitations in the
TOF spectrum, which is what is occurring in the red curve
shown in Fig. 3. Regarding Fig. 3, note that the weaker peaks
are only included if we can track them through several experi-
ments (scan curves) and they can be identified as ZA-modes
because they follow the dispersion relation. The ZA-peaks are
fitted with the dispersion relation in eqn (2) to obtain the values
for the bending rigidity and substrate binding energy that are
presented in Table 1. Also listed in Table 1 are the bending
rigidities and substrate couplings obtained for the sample
investigated in ref. 8. We obtain an average bending rigidity
of k = 6.6 = 0.3 eV and average binding energy of w, = 4 +
1.5 meV. It is comparatively evident that, while the coupling
strength remains similar between the two samples (within error
bars), the bending rigidity is smaller with lower sample mass
density. The value obtained for w, supports the observations
made in ref. 8, and shows that the silica bilayer indeed is

This journal is © the Owner Societies 2022

View Article Online

Communication

counts [arb. units]

T
-20 -10 0 10

AE [meV]

PN I N I NI [ U I
20500 1000 1500 2000 2500
time of flight [us]

Fig. 3 Examples of time of flight measurements (right) and their conver-
sion to energy exchange between the helium atoms and the bilayer (left).
Arrow annotations indicate identified ZA-mode peaks in the left panel.
Annotations next to the ZA-peaks gives their corresponding AK-value.
Scattering angles are given in descending order, with the first angle
corresponding to the upper spectrum. The intensity of the spectra have
been arbitrarily shifted to increase visibility.

weakly bound to the substrate. In turn, this shows that we are
within the region where the model in eqn (2) is expected to
hold. The binding energy is not expected to change at long
wavelengths (short AK) because the ZA mode is vertically
polarised at long wavelengths, with no stretching of the parallel
bonds. Therefore, uniformly distributed holes should not
impact w,. Similar results were obtained for adsorbed rare
gas layers on closed-packed metal surfaces, which showed that
the ZA-mode frequency for rare gases on metals was essentially
independent of the coverage.**"*°

The average value of x obtained for the present sample is 25%
lower than the value obtained in ref. 8, with a 14% reduction in
sample mass density. With only two different samples, we cannot
further claim anything about the empirical relation between the
bending rigidity and the sample mass density. Our results do,
however, follow recent reviews on the subject. Kim et al. recently
published a review of the mechanical properties of 2D materials.**
They found that point defects in graphene decrease its elastic
modulus. The bending rigidity is directly proportional to Young’s
modulus in the classical picture,”* which implies a decrease in
bending rigidity. Akinwande et al. published another review on the
mechanical properties of 2D materials in 2018,** where they con-
clude that various defects significantly affect the properties of 2D
materials. They report that topological defects are likely to decrease
the mechanical strength of the membrane.

G. Anemone et al. report a decrease in the bending rigidity of
graphene on sapphire of about 46% compared to graphene on

Phys. Chem. Chem. Phys., 2022, 24,17941-17945 | 17943
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Fig. 4 The dispersion relation of the ZA-mode separately plotted for the
different azimuthal angles investigated in the experiment, as indicated in
each panel. The solid curves are fits of egn (2) to the identified ZA-modes.
Also shown is the dispersion relation for the Rayleigh wave (RW) mode of
the Ru(0001) substrate.?® The dash-dotted curves in the upper panel are
three examples of experimental scan curves, ie. a plot of the energy
exchange of the experiment, for a given scattering angle, as a function of
parallel momentum transfer. The incident angle is given as an insert in the
curve. Error bars are given by read out limitation of the ZA-peak position
along the ordinate, and are too small to be seen. The errors in energy are
then converted to errors in parallel momentum. The ZA-peak broadens in
momentum for larger (in absolute value) parallel momentum transfer,
explaining the larger error bars away from AK = 0.

0.2

Table 1 Values for bending rigidity k and binding energy wg extracted by
fitting egn (2) to each panel of Fig. 4

sample p[mgm™]  $[] K [eV] o [mev]
1 (this study) 1.4 0 6.6 £ 0.2 4£15
1 1.4 15 6.6 = 0.3 4+1.5
1 1.4 90 6.6 = 0.3 4+1.5
Average — — 6.6 = 0.3 4+£1.5
2 (ref. 8) 1.6 0 8.8 £ 0.5 42 +1.1
2 1.6 17 8.4+ 1.7 4.3 £ 1.8
2 1.6 90 9+1 46 £ 1.6
Average — — 8.8 £ 0.5 43 +11

copper, the latter in the range of values reported for free-
standing graphene.*® They interpret this result as due to
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additional defects in the graphene-sapphire system compared
to the other two. The defects they observe are nanopits visible
along the grain boundaries in atomic force microscopy (AFM)
images. Lopez-Polin et al. report an increase in Young’s mod-
ulus of graphene of almost a factor of 2 for a defect density
increase up to ~0.2%.% In the classical picture, the bending
rigidity is proportional to Young’s modulus,** thus this
increase would correspond to an increase in bending rigidity.
They introduce mono- and di-vacancy of carbon atoms in their
graphene sheets. The authors interpret this result as the
suppressing the out-of-plane fluctuations of
the graphene sheet. These defects are different from the
nanometer-sized holes present in our bilayer. Topological
defects in 2D materials usually refer to vacancies, grain bound-
aries, and dislocations.*® Compared to an ideal, hole-less
bilayer, however, a hole can indeed be viewed as a topological
defect, as in that the membrane is topologically different, with
the number of holes being a topological invariant. A
nanometer-sized hole is a topological defect on a length scale
different from a vacancy or a grain boundary. The latter two are
typically of atomic length scale. The reduction in bending
rigidity shows that topological defects of length scales compar-
able to the material itself are also relevant when discussing its
mechanical properties. Another interesting topic is the holes’
existence concerning the model in eqn (2), which is valid for a
uniform membrane. STM imaging has established that the
holes are uniformly distributed throughout the membrane,
and they are, on average, considerably smaller (in diameter)
than the coherence length of the helium beam. One, therefore,
expects that the model works, which is confirmed by the
excellent agreement between the data and the model in
Fig. 4. In the investigated momentum-energy space area, the
Rayleigh wave (RW) of the Ru(0001) substrate might be
expected to be visible through the silica bilayer. The predicted
position of this mode can be seen in the upper and lower
panels of Fig. 4, and although it merges with the measured
points of the ZA-mode, there is no visible mode in the areas
where the curves do not intersect. Especially in the area close to
the origin for |AE| < 4 meV, we should be able to observe the
RW-mode if it was visible through the bilayer. The lack of
observation leads us to conclude that even if the RW-mode
should be visible through the bilayer, it is much weaker than
the ZA-mode and has a negligible impact on the measurements.

We have applied inelastic HAS to measure ZA mode excita-
tion to a silica bilayer film with nanoscale holes. Measuring the
ZA mode over an extensive range of experimental incident
angles allowed us to fit a dispersion relation to the ZA mode
excitation and extract the bending rigidity of the bilayer film
and the binding energy between the bilayer silica and the
substrate. Compared with a silica sample with higher mass
density, the bending rigidity decreases with lower sample mass
density, whereas the binding energy remains unchanged.
Future work should include more measurements of mem-

vacancies

branes with other densities to establish a relation between
the bending rigidity and mass density. Furthermore, it would
be interesting to test the model’s validity by deliberately

This journal is © the Owner Societies 2022
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decreasing the coherence length of the helium beam through a
decrease in angular resolution.

Conflicts of interest

There are no conflicts to declare.

Acknowledgements

B. H. acknowledges funding from the Research Council of
Norway (Project No. 324183, FRIPRO). H.-J. F. acknowledges
funding from the European Research Council (ERC) under the
European Unions Horizon 2020 research and innovation pro-
gramme (Grant Agreement No. 669179).

Notes and references

1

2

10
11

12
13

14

S.J. Kim, K. Choi, B. Lee, Y. Kim and B. H. Hong, Annu. Rev.
Mater. Res., 2015, 45, 63-84.

E. Han, J. Yu, E. Annevelink, ]J. Son, D. A. Kang,
K. Watanabe, T. Taniguchi, E. Ertekin, P. Y. Huang and
A. M. van der Zande, Nat. Mater., 2019, 19, 305-309.

B. Holst and G. Bracco, Surface Science Techniques, Springer
Berlin Heidelberg, 2013, pp. 333-365.

G. Benedek and J. P. Toennies, Atomic Scale Dynamics at
Surfaces, Springer Berlin Heidelberg, 2018.

B. Holst, G. Alexandrowicz, N. Avidor, G. Benedek,
G. Bracco, W. E. Ernst, D. Farias, A. P. Jardine,
K. Lefmann, J. R. Manson, R. Marquardt, S. M. Artés,
S. J. Sibener, J. W. Wells, A. Tamtogl and W. Allison, Phys.
Chem. Chem. Phys., 2021, 23, 7653-7672.

A. Al Taleb, H. K. Yu, G. Anemone, D. Farias and
A. M. Wodtke, Carbon, 2015, 95, 731-737.

D. Maccariello, D. Campi, A. Al Taleb, G. Benedek, D. Farias,
M. Bernasconi and R. Miranda, Carbon, 2015, 93, 1-10.

C. Bichner, S. D. Eder, T. Nesse, D. Kuhness, P. Schlexer,
G. Pacchioni, J. R. Manson, M. Heyde, B. Holst and
H.-J. Freund, Phys. Rev. Lett., 2018, 120, 226101.

C. Biichner, S. D. Eder, T. Nesse, D. Kuhness, P. Schlexer,
G. Pacchioni, J. R. Manson, M. Heyde, B. Holst and
H.-J. Freund, Phys. Rev. Lett., 2021, 127, 029902.

E. Gao, B. Xie and Z. Xu, J. Appl. Phys., 2016, 119, 014301.
C. Bichner, Z.;J. Wang, K. M. Burson, M.-G. Willinger,
M. Heyde, R. Schlégl and H.-J. Freund, ACS Nano, 2016,
10, 7982-7989.

C. Biichner and M. Heyde, Prog. Surf. Sci., 2017, 92, 341-374.
C. Biichner, L. Lichtenstein, S. Stuckenholz, M. Heyde,
F. Ringleb, M. Sterrer, W. E. Kaden, L. Giordano, G. Pacchioni
and H.J. Freund, J. Phys. Chem. C, 2014, 118, 20959-20969.
J-Q. Zhong, M. Wang, N. Akter, ]J. D. Kestell, A. M. Boscoboinik,
T. Kim, D. J. Stacchiola, D. Lu and ]J. A. Boscoboinik, Nat.
Commun., 2017, 8, 16118.

This journal is © the Owner Societies 2022

15

16

17

18

19

20

21

22

23
24

25
26

27

28

29

30

31

32

33

34

35

36

View Article Online

Communication

C. Biichner, M. Heyde and H.-J. Freund, US Pat., 10763102B2,
2020.

D. Naberezhnyi, L. Mai, N. Doudin, I. Ennen, A. Hiitten,
E. I. Altman, A. Devi and P. Dementyev, Nano Lett., 2022, 22,
1287-1293.

G. S. Hutchings, X. Shen, C. Zhou, P. Dementyev,
D. Naberezhnyi, I. Ennen, A. Hiitten, N. Doudin,
J. H. Hsu, Z. S. Fishman, U. D. Schwarz, S. Hu and
E. L. Altman, 2D Mater., 2022, 9, 021003.

S. D. Eder, S. K. Hellner, S. Forti, J. M. Nordbotten,
J. R. Manson, C. Coletti and B. Holst, Phys. Rev. Lett.,
2021, 127, 266102.

L. D. Landau and I. M. Lifshitz, Theory of Elasticity, Elsevier,
Amsterdam, 1986.

T. Nihira and T. Iwata, Phys. Rev. B: Condens. Matter Mater.
Phys., 2003, 68, 134305.

D. L. Nika and A. A. Balandin, Rep. Prog. Phys., 2017,
80, 036502.

B. Amorim and F. Guinea, Phys. Rev. B: Condens. Matter
Mater. Phys., 2013, 88, 115418.

A. Apfolter, MSc thesis, Graz University of Technology, 2005.
S. D. Eder, B. Samelin, G. Bracco, K. Ansperger and B. Holst,
Rev. Sci. Instrum., 2013, 84, 093303.

G. Comsa, Surf. Sci., 1979, 81, 57-68.

M. Heyde, G. H. Simon and L. Lichtenstein, Phys. Status
Solidi B, 2013, 250, 895-921.

K. M. Burson, H. ]J. Yang, D. S. Wall, T. Marsh, Z. Yang,
D. Kuhness, M. Brinker, L. Gura, M. Heyde, W.-D. Schneider
and H.J. Freund, J. Phys. Chem. C, 2022, 126, 3736-3742.
J. Braun, K. Kostov, G. Witte, L. Surnev, J. Skofronick,
S. Safron and C. Woll, Surf. Sci., 1997, 372, 132-144.

P. Zeppenfeld, U. Becher, K. Kern and G. Comsa, J. Electron
Spectrosc. Relat. Phenom., 1990, 54-55, 265-280.

K. Kern, P. Zeppenfeld, R. David and G. Comsa, J. Electron
Spectrosc. Relat. Phenom., 1987, 44, 215-228.

J. H. Kim, J. H. Jeong, N. Kim, R. Joshi and G.-H. Lee, J. Phys.
D: Appl. Phys., 2018, 52, 083001.

E. Lifshitz, A. Kosevich and L. Pitaevskii, Theory of Elasticity,
Butterworth-Heinemann, Oxford, 3rd Edition, 1986.

D. Akinwande, C. ]J. Brennan, J. S. Bunch, P. Egberts,
J. R. Felts, H. Gao, R. Huang, J.-S. Kim, T. Li, Y. Li,
K. M. Liechti, N. Lu, H. S. Park, E. J. Reed, P. Wang,
B. 1. Yakobson, T. Zhang, Y.-W. Zhang, Y. Zhou and
Y. Zhu, Ext. Mech. Lett., 2017, 13, 42-77.

G. Anemone, E. Climent-Pascual, H. K. Yu, A. Al Taleb,
F. Jiménez-Villacorta, C. Prieto, A. M. Wodtke, A. De Andrés
and D. Farias, RSC Adv., 2016, 6, 21235-21245.

G. Lopez-Polin, C. Gémez-Navarro, V. Parente, F. Guinea,
M. 1. Katsnelson, F. Pérez-Murano and J. Gomez-Herrero,
Nat. Phys., 2014, 11, 26-31.

O. V. Yazyev and S. G. Louie, Phys. Rev. B: Condens. Matter
Mater. Phys., 2010, 81, 195420.

Phys. Chem. Chem. Phys., 2022, 24,17941-17945 | 17945


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d2cp01960d



