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Self-sacrificed two-dimensional REO(CH3COO)
template-assisted synthesis of ultrathin rare earth
oxide nanoplates†

Rui Liu, Ke Wu, Lin-Dong Li, Ling-Dong Sun and Chun-Hua Yan *

In this Communication, a general two-dimensional (2D) template method for the synthesis of ultrathin 2D

nanomaterials of non-layered compounds is reported. With this method, the whole series of ultrathin rare

earth oxide (RE2O3) nanoplates are synthesized by using in situ formed REO(CH3COO) nanoplates as self-

sacrificed templates.

The synthesis and application of an ultrathin 2D nano-
structure is a research area attracting ever-increasing attention
since the discovery of graphene by Novoselov and Geim in
2004.1–3 Compared with their bulk counterpart, ultrathin 2D
nanomaterials with a thickness less than 5 nm show many
unique properties thanks to their high specific area, abundant
surface defects and strong quantum confinement of electrons,
and have been investigated as functional materials with
promising applications in high efficiency catalysis, nano-
devices, Li-ion batteries, supercapacitors, photodetectors and
high efficiency cooling technologies.4–10 To date, a lot of
methods have been devised for the synthesis of ultrathin 2D
nanomaterials of layered compounds, typically by delamina-
tion of layered compounds with mechanical exfoliation and/or
ion/surfactant insertion and chemical vapour decomposition
(CVD).6 For non-layered compounds, the lack of an intrinsic
driving force for 2D growth makes the preparation quite chal-
lenging and is usually based on trial-and-error which greatly
reduces the research efficiency.4,7,8 Therefore, a rational and
general synthesis method for ultrathin 2D nanomaterials of
non-layered compounds is highly desired. In recent years,
a self-sacrificed template method is widely used for the
synthesis of 1D11 and 2D12,13 nanostructures. Considering the
great variety of layered compounds and previously reported
ultrathin 2D nanomaterials, taking the as-synthesized ultra-
thin 2D nanomaterials as self-sacrificed templates to syn-
thesize ultrathin 2D nanomaterials of non-layered compounds
will be a promising method.14–19

RE2O3 are a series of typical non-layered compounds.
Compared with bulk RE2O3, ultrathin 2D RE2O3 nanomaterials
have shown obvious performance enhancement and many new
properties in catalysis,20,21 photonics22 and magnetics.23,24

The preparation of ultrathin RE2O3 nanoplates has gained
great achievement in the past decade, while some challenges
still exist. Cao reported the first synthesis of ultrathin RE2O3

nanoplates, square Gd2O3 nanoplates, by a heat-up pyrolysis
method in 2004.25 After that, our group and other groups
devised similar heat-up pyrolysis methods, solvothermal
methods and digestive ripening methods for the synthesis of
the whole series of ultrathin RE2O3 nanoplates.20–34 Although
many synthesis methods have been reported, two main pro-
blems still exist. First, a more general method for the synthesis
of the whole series of ultrathin RE2O3 nanoplates is still
needed because each of the aforementioned synthesis
methods could be only used to synthesize limited kinds of
RE2O3 nanoplates. Second, the exact 2D growth mechanism of
ultrathin RE2O3 nanoplates by the aforementioned methods is
still unclear. The vague 2D growth mechanism has restrained
further study and is a pressing problem to be resolved.

To address these challenges, we designed a self-sacrificed
template method for the synthesis of ultrathin RE2O3 nano-
plates with rare earth oxide acetate (REO(CH3COO)) nanoplates
as templates. Based on the design, a novel hot-injection
pyrolysis method for the synthesis of the whole series of ultra-
thin RE2O3 nanoplates is hereby reported. In situ formed
single-layered (SL) and multi-layered (ML) REO(CH3COO)
nanoplates are used as self-sacrificed templates to mediate
the synthesis of ultrathin SL and ML RE2O3 nanoplates,
respectively. This self-sacrificed template method is robust and
general, and provides the foundation for further research on
the controlled synthesis of ultrathin RE2O3 nanomaterials.

In the synthesis process, the ultrathin RE2O3 nanoplates are
formed by two successive pyrolysis reactions. At first, SL or ML
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REO(CH3COO) nanoplates are formed by injecting the oleic
acid (OA) and oleylamine (OAm) solution of rare earth acetate
into the mixture of OA and OAm at 310 °C under a N2

atmosphere. Then ultrathin RE2O3 nanoplates are formed
by further pyrolysis of the as-synthesized REO(CH3COO)
nanoplates.

REO(CH3COO) is chosen as the self-sacrificed template
mainly due to two reasons. First, REO(CH3COO) is a probable
layered compound which is prone to forming a 2D nano-
structure. Although there has been no crystal structure avail-
able for REO(CH3COO) so far, REOX (X = Cl−, Br−, I−,
1/2CO3

2−, 1/2SO4
2−) has long been known to have a layered

structure as shown in Fig. S1.† 35–38 In REOX, RE-O layers are
formed by strong ionic bonds, and sandwiched between two
X layers. Because of the oxophilicity of lanthanide elements,
X ions such as Br− can be easily substituted by carboxylate
ions with the 2D structure maintaining.39 Second, REO
(CH3COO) is the pyrolysis intermediate of rare earth acetates,
and they can transform into the corresponding RE2O3 by
further pyrolysis reaction.40–52

The as-synthesized REO(CH3COO) nanoplates all have
similar morphology. Taking CeO(CH3COO) nanoplates as an
example, transmission electron microscopy (TEM) images
(Fig. 1a, b and S2†) show a plate-like morphology, and the
X-ray diffraction (XRD) pattern (Fig. 1c) matches well with that
of CeO(CH3COO) reported in the literature.37,48 Time sequence
experiments are conducted during the synthesis to illustrate
the growth behavior. The synthesis begins after the hot injec-
tion, at about 1 min after the injection, the preliminary

products are mainly nanodots and worm-like nanorods with
low crystallinity (Fig. 2a). Two minutes later, the products have
mostly grown into CeO(CH3COO) SL nanoplates with irregular
shapes (Fig. 2b and S3†). At 5 min after the injection, rectangular
CeO(CH3COO) SL nanoplates have formed, and the contrast
difference in the nanoplates shows that they have started to
grow layer-by-layer (Fig. 2c and S3†). ML nanoplates as shown
in Fig. 2d emerge at about 10 min after the injection. TEM and
XRD characterization of the time sequence samples shows that
CeO(CH3COO) SL nanoplates are first formed in the synthesis
process and then gradually grow into the CeO(CH3COO) ML
nanoplates through a layer-by-layer growth pattern.

During the synthesis of the CeO(CH3COO) nanoplates,
when the CeO(CH3COO) SL nanoplates are formed, typically at
3 min after the injection, adding a mixture of 3 mmol OA and
9 mmol OAm into the reaction system will restrain the layer-
by-layer growth and the as-synthesized CeO(CH3COO) SL nano-
plates can transform into ceria SL nanoplates without elevat-
ing the reaction temperature (see the ESI† for details). TEM
images of the as-synthesized ceria SL nanoplates are shown in
Fig. 3. Fig. 3a shows that the SL nanoplates have a length of
177 ± 12 nm and a width of 17 ± 2 nm. Fig. 3b and the inset
show that the SL nanoplates have a thickness of 1.1 ± 0.2 nm.
The Fourier transform infrared (FT-IR) spectrum (Fig. S4a†)
shows that the as-synthesized SL nanoplates are covered by
oleate ions. The small-angle XRD (SAXRD) pattern (Fig. S4b†)
of the SL nanoplates shows obvious (001) and (002) reflections
at 2.9° and 5.4°, respectively, which indicates the arrangement
of the nanoplates with a periodicity of 3.0 nm. These results fit
well with the thickness of the nanoplates measured from TEM

Fig. 1 (a, b) TEM images and (c) XRD pattern of the as-synthesized CeO
(CH3COO) ML nanoplates, the reference pattern in (c) is produced from
ref. 41 and 52.

Fig. 2 TEM images of products obtained at (a) 1 min, (b) 3 min,
(c) 5 min and (d) 10 min after injection during the synthesis of CeO
(CH3COO) ML nanoplates.
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images as the length of 1.8 nm for oleate ions (Fig. S4b†). The
selected area electron diffraction (SAED) pattern (inset in
Fig. 3a) and high-resolution TEM (HRTEM) image (Fig. 3c),
together with the XRD pattern (Fig. S5†), confirm that the SL
nanoplates are ceria (JCPDS no. 04-0593) with a cubic fluorite
structure. Due to the ultrathin nature of the ceria SL nano-
plates, they are fragmentized under high-energy electron beam
irradiation preventing the confirmation of the exposure facets
of the SL nanoplates from the HRTEM image. Fig. 3d is taken
at a much smaller magnification of 200k, and the fast Fourier
transform (FFT) pattern (inset in Fig. 3d) of the selected area
in Fig. 3d shows an array of spots which can be indexed to the
{200} and {220} reflections of ceria. The FFT pattern clearly
indicates that the SL nanoplates are single crystals, and
enclosed with {100} facets.5

During the synthesis of CeO(CH3COO) nanoplates, when
the ML nanoplates are formed, typically at 10 min after the
injection, raising the reaction temperature to 380 °C will lead
to the formation of ceria ML nanoplates with Ce2O2CO3 ML
nanoplates as an intermediate (Fig. S6†) (see the ESI† for
details). TEM images of ceria ML nanoplates are shown in
Fig. 4. Fig. 4a and b (also see Fig. S7†) show that the as-syn-
thesized ceria ML nanoplates have a 2D lamellar structure in
which many ultrathin layers stack together. The high-angle
annular dark-field scanning TEM (HAADF-STEM) image of
the product (Fig. 4c) shows an obvious contrast difference in
each nanoplate and further confirms the multi-layered struc-
ture. The ML nanoplates have a width of 46 ± 8 nm, a length
of 166 ± 30 nm and a total thickness of 7 ± 2 nm. The XRD

pattern of the ML nanoplates (Fig. S8†) can be well indexed to
ceria (JCPDS no. 04-0593). The HRTEM image of the ceria
ML nanoplates (Fig. 4d) shows an interplanar distance of
0.28 nm along both the long and short edges of the rectangu-
lar nanoplates, indicating that the four sides of the ceria ML
nanoplates are all {100} facets. The SAED pattern (Fig. 4e)
shows that ceria ML nanoplates are single crystals, and the
zone axis is [001] which indicates that both the top and
bottom surfaces of the nanoplates belong to the {100} facets.
In the XRD pattern (Fig. S8†), the (200) peak is the strongest
peak. The unusual high intensity indicates that the as-
synthesized ceria ML nanoplates expose more (200) facets
which is consistent with the HRTEM and SAED results. TEM
images taken from the side of the ML nanoplates (Fig. 4f and
S7†) show that the layers in the ML nanoplates have a thick-
ness of 0.6 ± 0.1 nm, which is approximately the size of a
single ceria unit cell (0.54 nm). The thickness is smaller than
that of the SL nanoplates which can be explained by the
multi-layered structure restraining the growth of the layers in
the ML nanoplates.

Fig. 3 Characterization of the as-synthesized ceria SL-nanoplates.
(a, b) TEM images; (c) HRTEM image; (d) TEM images; the inset in (a) is
the SAED pattern of the ceria SL-nanoplates; the inset in (b) shows the
thickness distribution of the SL-nanoplates; the inset in (d) is the FFT
pattern of the selected area in (d).

Fig. 4 Characterization of the as-synthesized ceria ML-nanoplates.
(a, b) TEM images; (c) HAADF-STEM image; (e) SAED pattern; (d, f) HRTEM
images; the inset in (f ) shows the thickness distribution of the layers in
the ML nanoplates.
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From the above experiments, we could see that CeO
(CH3COO) plays a critical role in the synthesis of ceria ML and
SL nanoplates. As a pyrolysis intermediate of cerium acetate, it
acts as the in situ formed self-sacrificed template for the prepa-
ration of ceria SL and ML nanoplates by the hot-injection
pyrolysis method. With similar reaction conditions to the
synthesis of their cerium counterpart (see the ESI† for details),
the whole series of REO(CH3COO) ML nanoplates (Fig. S9†)
are formed. Fig. S9† shows that the as-synthesized REO
(CH3COO) nanoplates all adopt a ML plate-like morphology
with a lateral size ranging from 100 nm to several microns.
XRD results (Fig. S10†) show that they all crystallize in the
same structure as CeO(CH3COO). By introducing extra OA and
OAm into the reaction system, the whole series of RE2O3 SL
nanoplates are formed (Fig. S11†). The RE2O3 SL nanoplates
are rectangular from La2O3 to Eu2O3, and circular from Gd2O3

to Lu2O3 and Y2O3. XRD results (Fig. S12†) also show a similar
transformation with the strongest peak transforming from
(004) to (111). The HRTEM images of the SL Eu2O3, Gd2O3 and
Y2O3 nanoplates in Fig. S13† show the exposed facets trans-
formed from {004} to {111}.

In summary, we have constructed a self-sacrificed template
method for the synthesis of the whole series of ultrathin rare
earth oxide nanoplates with in situ formed REO(CH3COO)
nanoplates that act as the template. The self-sacrificed
template method is robust and general, and provides the
foundation for further research on ultrathin rare earth oxide
nanoplates.
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