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d application of novel bio-
magnetic membrane capsules for the removal of
the cationic dye malachite green in wastewater
treatment†

Imran Ali,ab Changsheng Peng, *abc Iffat Naz, *de Dichu Lin,ab

Devendra P. Saroj *e and Mohsin Alif

Novel bio-magnetic membrane capsules (BMMCs) were prepared by a simple two-step titration-gel cross-

linking method using a polyvinyl alcohol (PVA) and sodium alginate (SA) matrix to control the disintegration of

phytogenic magnetic nanoparticles (PMNPs) in an aqueous environment, and their performance was

investigated for adsorbing cationic malachite green (MG) dye from water. The prepared BMMCs were

characterized by FTIR, powder XRD, SEM, EDX, XPS, VSM and TGA techniques. The findings revealed that the

hysteresis loops had an excellent superparamagnetic nature with saturation magnetization values of 11.02

emu g�1. The prepared BMMCs not only controlled the oxidation of PMNPs but also improved the adsorptive

performance with respect to MG dye (500 mg g�1 at 298.15 K and pH 6.5) due to the presence of a large

amount of hydrophilic functional groups (hydroxyl/–OH and carboxyl/–COOH) on/in the BMMCs. The

smooth encapsulation of PMNPs into the PVA–SA matrix established additional hydrogen bonding among

polymer molecular chains, with improved stability, and adsorptive performance was maintained over a wide

range of pH values (3–12). Importantly, the prepared BMMCs were easily regenerated just by washing with

water, and they could be re-utilized for up to four (4) consecutive treatment cycles without observing any

apparent dissolution of iron/Fe0 or damage to the morphology. According to the mass balance approach, an

estimated amount of 100 mL of treated effluent can be obtained from 160 mL of MG dye solution

(25 mg L�1) just by employing a 0.02 g L�1 adsorbent dosage. Finally, a model of BMMCs based on zero-

effluent discharge was also proposed for commercial or industrial applications. The prepared BMMCs are

greatly needed for improving the water/wastewater treatment process and they can be utilized as an

excellent adsorbent to remove cationic pollutants for various environmental applications.
1. Introduction

Toxic dyes in wastewater are considered to be the most primitive
pollutants due to their acute toxicity, carcinogenicity, visible
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color, complex molecular structure and synthetic origin. Toxic
dyes create alarming threats to aquatic environments, destroying
the ecological balance and are released from different industries:
i.e. paper coloring, cosmetics, dyes fabrication, textiles, mining,
electroplating, pharmaceuticals and leather tanning.1–5 Among
these, textile industries are largely using toxic dyes for coloring
their products and about 0.7 million tonnes of toxic dyes are
being produced annually, which contain highly hazardous
chemicals and byproducts. Approximately 200 L of water is being
used for the production of one kg of textile product.6–10 Further-
more, various types of diseases (i.e. heart defects, allergies, skin
irritation, jaundice and tumors) are spreading in residential
communities by the discharge of toxic dyes into aquatic envi-
ronments.11,12 Hence, the treatment of these hazardous dyes is an
imperative area of research for water/wastewater treatment
experts to maintain a green and healthy environment.

Currently, multifarious methods (i.e., coagulation, ion-
exchange, chemical precipitation, occulation, bioreactors,
photo-catalytic degradation, trickling lters, electrochemical
RSC Adv., 2019, 9, 3625–3646 | 3625
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View Article Online
oxidation, activated sludge, adsorption and membrane ltration)
have been developed and somehow optimized to treat toxic dyes
from water/wastewater.13,14 Despite this dedication, there is still
a demand to remove these hazardous dyes, because most of the
tested technologies are not environmentally friendly and are
expensive.15,16 Among them, adsorption is considered compara-
tively superior in terms of high efficiency, low cost, easy instal-
lation and easy operation over other technologies.17–20 In the past,
a variety of adsorbents have been utilized to remove different
kinds of toxic dyes, including agricultural waste material (rice
husk, pinewood, orange peel, peanut hull, banana pith and jute
ber), red mud, cellulose, zeolite, ion-exchange resins, activated
carbon, clay, chitosan, graphene oxide (GO) and its composites/
derivatives, and so forth.21 However, some specic issues (low
kinetics, poor stability, low removal performance, non-
environmental friendliness and lack of reusability) are
hampering its employment for commercial applications.22

Currently nanotechnology is gaining much attention for the
preparation of nanoparticles (NPs) for overcoming these issues.
A variety of fabrication protocols (sol–gel, chemical co-
precipitation, electrochemical, ball milling, hydrothermal,
micro-emulsion, green/bio-reduction, etc.) have been developed
and implemented. Among them, bio-reduction is comparatively
better for the fabrication of NPs from various kinds of bio-
materials for the removal of toxic dyes and the recovery of
metal ions from wastewater. Mostly green magnetic nano-
particles (MNPs) have been utilized at lab-scale to remove toxic
dyes and metal ions from wastewater.17–20 However, MNPs are
showing low removal performance, low adsorptive capacity and
poor stability for long-term applications due to their oxidation
in water treatment. Thus, these disadvantages have hampered
the transfer of green nanotechnology from the lab-scale to the
commercial scale and various kinds of coating technologies
have been used to improve the stability, but they could not
enhance the adsorptive capacity.23 To overcome these problems,
some techniques like encapsulation, loading, embedding and
assembling of NPs into different materials have been reported
by various investigators. In most of the reported studies, MNPs
have been loaded or inserted into different kinds of materials
(graphene oxide (GO), chitosan, b-cyclodextrin/poly(acrylic
acid), sodium alginate (SA), poly(vinyl alcohol) (PVA), etc.) to
enhance their stability and removal performance.16 However, as
yet there is no report available to address the encapsulation of
green MNPs into these materials.

Therefore, the aim of the present research is the introduc-
tion of a novel approach to fabricate bio-magnetic membrane
capsules (BMMCs) aer the encapsulation of green MNPs into
a PVA–SA matrix by using primary and secondary cross-linking
agents via a simple titration gel cross-linking method. The
following core objectives were designed in order to achieve the
aim of the research: (i) fabrication of novel BMMCs to control
the disintegration of PMNPs for the possible adsorptive removal
of a cationic toxic dye, i.e. malachite green (MG); (ii) conrma-
tion of the smooth encapsulation of PMNPs and characteriza-
tion of BMMCs by employing different techniques, i.e. FTIR,
powder XRD, SEM, EDX, XPS, TGA and VSM; (iii) assessment of
the inuence of various operational parameters, including the
3626 | RSC Adv., 2019, 9, 3625–3646
amount of PMNP encapsulation, adsorbent/BMMC dosages,
solution pH, temperature, contact time, initial concentration of
MG dye and co-existing ions, on the adsorptive performance of
BMMCs; (iv) observation of the adsorptive performance of
BMMCs in terms of sorption capacity and sorption kinetics; (v)
engagement of various isotherms, kinetics and thermodynamic
equations for scrutinizing probable removal mechanisms; and
(vi) nally, the development of an appropriate regeneration
scheme and consequent determination of the potential for
reusability of BMMCs for consecutive treatment cycles.
2. Materials and methods
2.1. Materials/chemicals and instrumentation

The details of the chemicals and instrumentations used in the
present study are documented in the ESI (Text-SI†). In addition,
the molecular structure and chemical properties of the mala-
chite green (MG) dye are also provided in Table SI.†
2.2. Preparation of bio-magnetic membrane capsules
(BMMCs)

BMMCs were prepared via a two-step titration-gel cross-linking
method by the cross-linking of PVA and SA solutions using GA,
boracic acid (H3BO3) and anhydrous calcium chloride (CaCl2) in
the presence of PMNPs. PVA powder (10.0 wt%) was dissolved in
100 mL of distilled water and kept at 95 �C under vigorous
stirring at a speed of 150 rpm for at least 24 h, until it was
ensured that the mixture was homogenously dissolved. SA–
PMNPs solution (3.0 wt%) was prepared by adding 3.0 g of SA
powder into 97mL of PMNP solution and heating at 95 �C under
vigorous stirring at a speed of 100 rpm for at least 24 h, so
a homogenous suspension was obtained. Meanwhile, a primary
cross-linking solution of an oversaturated solution of CaCl2
(5 wt%) and H3BO3 was prepared separately by dissolving 25.0 g
of CaCl2 and 20.0 g of H3BO3 into 500 mL of distilled water with
the pH of the mixture maintained at 4. A secondary cross-
linking solution of GA (1 wt%) was prepared separately by
adding 2 mL of GA (50% dissolved in H2O) into 98 mL of
distilled water. Thereaer, a 4 : 1 (v/v) ¼ [PVA (10.0 wt%) : SA–
PMNPs (3.0 wt%)] ¼ 20.0 g PVA : 5.0 g SA–PMNPs solution was
prepared and stirred together for at least 3 h, until a homoge-
nous suspension was obtained, and it was then ultrasonically
oscillated for at least 2 h to further ensure its homogenous
quality. Aer this, the casting solution, i.e. PVA–SA–PMNPs, was
transferred into a syringe that had a needle diameter of around
about 3.2 mm, and it was placed horizontally in a syringe pump
by adjusting the feed ow rate to 13 mL h�1. Then, the mixture
droplet was injected into the primary cross-linking solution via
a syringe pump by keeping a distance of 8 cm between the
needle tip and the primary cross-linking agent solution surface.
The prepared capsules were kept in the primary cross-linking
agent solution for at least 24 h to form PMNP globules, then
gently separated from the primary cross-linking agent solution
and were shied into the secondary cross-linking agent solution
for at least 8 h. Thereaer, the prepared PMNPs were separated
and washed thoroughly ve to six times with distilled water
This journal is © The Royal Society of Chemistry 2019
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until pH ¼ 7 and stored for further experimental studies. A
schematic of BMMC fabrication is illustrated in Fig. 1.

Moreover, for the investigation of the inuence of PMNP
encapsulation on the removal performance, various types of
BMMCs were also prepared by encapsulating different amounts
of PMNPs (1 to 5 wt%) into the PVA–SA matrix.

SA solution (3.0 wt%) was prepared by adding 3.0 g of SA
powder into 100 mL of distilled water and heated at 95 �C under
vigorous stirring at a speed of 100 rpm for at least 24 h, and
nally a homogenous suspension was obtained. Furthermore,
an SA–PMNPs solution was prepared by incorporating different
amounts of PMNPs (1 to 5 wt%) and heated at 95 �C under
vigorous stirring at a speed of 100 rpm for at least 24 h, until
nally a homogenous suspension was obtained. For the fabri-
cation of these capsules, 4 : 1 (v/v)¼ PVA–[SA–PMNPs] solutions
were prepared as displayed in Table 1, and then the capsules
were prepared according to the same procedure, as previously
illustrated in Fig. 1.
Fig. 1 A schematic diagram of bio-magneticmembrane capsule (BMMC)
(PMNPs). (Reproduced from Ali et al.24 Copyright@2019, with permission

Table 1 Experimental procedure to fabricate various types of bio-mag
amounts of phytogenic magnetic nanoparticles (PMNPs)

PMNPs Amount of PMNPsa (g) PVA (g

1.0 wt% 2.15 � 1% ¼ 0.215 20
2.0 wt% 2.15 � 2% ¼ 0.430 20
3.0 wt% 2.15 � 3% ¼ 0.645 20
4.0 wt% 2.15 � 4% ¼ 0.860 20
5.0 wt% 2.15 � 5% ¼ 1.075 20

a PVA : SA ¼ 4 [10 wt%] ¼ 1 [3 wt%]; if PVA ¼ 20 g then SA ¼ 5 g; thus, th

This journal is © The Royal Society of Chemistry 2019
2.3. Characterization of BMMCs

2.3.1. Physical properties/micromeritic studies. For the
micromeritic studies, the diameter of the prepared BMMCs was
determined by a Vernier caliper (n ¼ 100, MNT-150, Shanghai,
China). Initially, the shape of the prepared BMMCs was esti-
mated by measuring the aspect ratio of the capsules. The aspect
ratio of the prepared capsules was calculated as:

Aspect ratio ¼ Dmax

Dmin

(1)

where Dmax (mm m�1 cm�1) and Dmin (mm m�1 cm�1) are the
maximum and minimum diameters of the prepared capsules,
respectively. For this purpose, een (15) specimen capsules
were randomly selected from the prepared BMMCs. The values
closer to one (1), a rounder shape, suggested a perfect sphere
shape for the capsules. Moreover, the density (P) of the prepared
capsules was determined and calculated by using following
equations:
fabrication by the encapsulation of phytogenic magnetic nanoparticles
from Elsevier Ltd.)

netic membrane capsules (BMMCs) by the encapsulation of different

) SA (g) 4 : 1 (v/v) ¼ PVA–[SA–PMNPs]

4.785 20/4.785 + 0.215
4.570 20/4.570 + 0.430
4.355 20/4.355 + 0.645
4.140 20/4.140 + 0.860
3.925 20/3.925 + 1.075

e total mass of the whole polymer: 20 � 10% + 5 � 3% ¼ 2.15 g.

RSC Adv., 2019, 9, 3625–3646 | 3627
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Density; P
�
g m�3� ¼ M

V
(2)

Volume; V
�
m3

� ¼ 4pr3

3
(3)

where P, M, V and r are the density (g m�3), weight (g), volume
(m3) and radius of the prepared BMMCs, respectively. Further-
more, the density of the prepared capsules was measured by
calculating their weight both on a wet basis and a dry basis. In
addition, the theoretical average water content/swelling ratio
(SR) of the prepared BMMCs was also estimated by using
following equations:

Water content/swelling ratio (%) ¼ ((W � D))/W � 100% (4)

where W and D are the average weight of BMMCs on a wet and
dry basis, respectively, as calculated by a digital analytical
weighing balance (Sartorius Entris 64-1S, German).

2.3.2. Morphology and identication of functional groups
of the prepared BMMCs. For the investigation of morphology
and functional groups, a eld emission-scanning electron
microscope was used to scrutinize the morphology of the
prepared BMMCs from the outer surface to the inner core at 5
kV. First, the fabricated BMMCs were dipped in liquid
nitrogen for 2 min, and then freeze dried at �80 �C and 10 Pa
for 72 h to obtain a perfect hydrogel skeleton. The chemical
composition and functional groups of the prepared BMMCs
were investigated using FTIR, with a resolution of 4 cm�1,
scans ¼ 64 and wavelength in the range of 650–4000 cm�1.
For FTIR analysis, four types of samples were prepared: (i)
a PVA–SA mixture was prepared by homogenously mixing of
4 mL of PVA and 1 mL of SA solution together, and then dried
in a hot oven at 95 �C for at least 4 h. Aer this, the dried
sample was ground to convert it into powder; (ii) a PVA–SA–
PMNP mixture was prepared by mixing 4 mL of PVA, 1 mL of
SA, and 2 mL of PMNP solution together, and then drying in
a hot oven at 95 �C for at least 4 h. Aer this, the dried sample
was ground to convert it into powder; (iii) BMMCs were
prepared without incorporating secondary cross-linking
agents and freeze dried at �80 �C and 10 Pa for 72 h, then
these were ground to convert them into powder; and (iv)
nally, BMMCs were prepared by incorporating primary and
secondary cross-linking agents and freeze dried at �80 �C
and 10 Pa for 72 h, and then these were ground to convert
them into powder.
2.4. Surface properties, elemental contents, thermal stability
and magnetic measurements of the prepared BMMCs

EDX and XPS were employed to detect the elemental contents
and atomic percentages of the prepared BMMCs. The thermal
stability of the prepared BMMCs was investigated using TGA,
and nitrogen (N2) gas was used to perform TGA analysis.
Material properties and magnetic measurements were con-
ducted by XRD and VSM. The material interlayer spacing was
estimated based on Bragg's Law and freeze-dried BMMCs were
utilized to accomplish all these analyses.
3628 | RSC Adv., 2019, 9, 3625–3646
2.5. Adsorption and desorption experimental studies

All the experiments were conducted in batch mode by shaking
Erlenmeyer asks in a rotary shaker at 100 rpm under atmo-
spheric pressure and room temperature (25 � 2 �C). A xed
amount of the prepared freeze-dried BMMCs was added into
40 mL of MG dye solution with concentrations ranging from 25
to 1000 mg L�1 and the pH of the dye solution was maintained
at 6.5. The initial MG dye concentration was 25 mg L�1, and the
pH of the MG dye solution was kept stable at 6.5 throughout all
the experiments. For the sorption isotherm and kinetic studies,
a xed amount of 0.02 g L�1 BMMCs was immersed into 40 mL
of MG dye solution (25–1000 mg L�1) at pH 6.5 and it was kept
in a temperature-controlled rotary shaker under atmospheric
pressure and room temperature (25 � 2 �C) at 100 rpm. Then, it
was allowed to react with the prepared BMMCs for 0–96 h and
the nal MG dye concentration was observed at the end of 2, 5,
8, 10, 15, 20, 24, 30, 36, 40, 48, 64, 72 and 96 h by a UV-vis
spectrophotometer. The BMMCs were separated from the nal
solution using a simple hand-held magnet at the end of each
experiment. A UV-vis spectrophotometer was utilized to detect
the nal MG dye concentration and the sample absorbance
readings were determined at lmax ¼ 617 nm for MG. Pre-
determined standard calibration curves were employed to
calculate the real values. All the tests were carried out in trip-
licate and the averaged values were used to obtain the real
concentration. Finally, the removal efficiency and adsorptive
capacity at different time intervals and at equilibrium were
calculated using the following equations:

Removal efficiency ð%Þ ¼ Co � Ct

Co

� 100% (5)

Adsorption amount; qe
�
mg g�1

� ¼ ðCo � CeÞV
M

(6)

where Co (mg L�1) is the initial MG dye concentration in solu-
tion, Ct (mg L�1) is the nal MG dye concentration in solution at
different time intervals, Ce (mg L�1) is the concentration of MG
dye in solution at time equilibrium, M (g) is the amount of
BMMCs and V (L) is the volume of MG dye solution.

To investigate the probable removal mechanism of MG dye
by the prepared BMMCs, the experimental data were further
tted into different isotherm models (Langmuir, Freundlich,
Temkin and Dubinin–Radushkevich) and kinetics models (i.e.
pseudo-rst-order, pseudo-second-order, Elovich, intraparticle
diffusion and liquid lm diffusion) (Text-SII†). The debate was
conducted aer calculating the values of the regression co-
efficient (R2). In addition, thermodynamic parameters (i.e.
change in free energy DG� (kJ mol�1), enthalpy DH� (kJ mol�1)
and entropy DS� (kJ mol�1)) were also estimated at 298.15,
303.15, 313, 323.15 and 333.15 K in a temperature-controlled
rotary shaker at 100 rpm by employing a 0.02 g L�1 adsorbent
dose at an initial MG dye concentration of 25 mg L�1 under
atmospheric pressure and room temperature (25 � 2 �C) (Text-
SII†).

2.5.1. Effect of co-present constituents on the adsorptive
removal of MG dye by the prepared BMMCs. The existence of co-
present constituents can create competition to remove targeted
This journal is © The Royal Society of Chemistry 2019
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pollutants during the adsorption process. The presence of heavy
metal ions (Pb2+ and Cd2+) in textile wastewater is oen re-
ported and these ions can create selectivity in the removal of
cationic MG dye. For this purpose, two binary systems, i.e. (i)
MG dye + Pb2+ and (ii) MG dye + Cd2+, were designed by keeping
the MG dye concentration stable (25 mg L�1) and the concen-
trations of Pb2+ and Cd2+ were varied as 1, 5, 25, 50, 100,
1000 mg L�1. A xed amount of 0.02 g L�1 adsorbent dose was
added into 40 mL of binary solution containing Pb2+ and Cd2+

and the MG dye (25 mg L�1) and the pH was maintained at 6.5.
The mixture was allowed to react with the prepared BMMCs for
24 h and then the nal MG dye concentration was noted.
Table 3 Physical properties/micromeritic results of the prepared bio-
magnetic membrane capsules (BMMCs)

Parameters Unit Values

Average wet weight/capsule g 0.064 � 0.001
Average freeze dried weight/capsule g 0.0062 � 0.0001
Average maximum diameter mm 4 � 0.02
Average minimum diameter mm 3.93 � 0.01
Average density (on wet basis) g m�3 261.56 � 0.05
Average density (on dry basis) g m�3 2700 � 0.5
Aspect ratio (on average) (—) 1.01 � 0.03
Average water content (%) 90.37 � 0.05

Reproduced from Ali et al.24 Copyright@2019, with permission from
Elsevier Ltd.
2.6. Regeneration and reusability of BMMCs

2.6.1. Selection of regeneration solution. To select a suit-
able regeneration solution, various types of regeneration solu-
tions of different concentrations (methanol: 25 to 100%; NaOH:
0.5 to 3 M; HCl: 25 to 100%; NaCl: 0.5 to 3 M; EDTA: 0.025 to
2 M; H2O: 10–50 mL and combination of 1 M NaCl in methanol
solution: 25 to 100%) were utilized. Initially, the MG dye was
sorbed onto the surface of the prepared BMMCs by adding
a xed amount of 0.02 g L�1 adsorbent dose in 40 mL of MG dye
solution (25 mg L�1). Then, aer approaching equilibrium (24
h), different kinds of regeneration solutions were utilized to
observe the desorption capability. The following equations were
used to measure the adsorption–desorption efficiencies:

Adsorption efficiency ð%Þ ¼ Co � Ce

Co

� 100% (7)

Desorption efficiency; hð%Þ ¼ Mdesorbed

Msorbed

� 100%

¼ ðCr � VrÞ
ðCo � CeÞ � V

� 100% (8)

where Mdesorbed is the quantity of MG dye sorbed onto BMMCs,
Msorbed is the amount of MG dye desorbed from the bio-
magnetic membrane capsules, Co (mg L�1) is the initial MG
dye concentration in the feed solution, Ce (mg L�1) is the MG
dye concentration at equilibrium, V (L) is the volume of feed
solution, Cr (mg L�1) is the MG dye concentration in solution
aer regeneration and Vr is the volume of regeneration solution.

2.6.2. Optimization of feed-to-regeneration ratio. For the
optimization of the feed-to-regeneration ratio (v/v), 0.02 g L�1 of
Table 2 Experimental conditions to investigate the optimum feed-to-re

Process Employed solution

Sorption–desorption
of MG dye

25 mg L�1 of MG dye (40 mL) and
distilled water (H2O)

This journal is © The Royal Society of Chemistry 2019
the prepared BMMCs was added into 40 mL of MG dye solution
(25 mg L�1) and then desorption was conducted by adding
different volumes of regeneration solution (Table 2).

2.6.3. Sorption and desorption cyclic study. To determine
the prepared BMMCs' stability and reusability for long-term
applications, the MG dye sorption–desorption potential of the
BMMCs was examined for up to ten consecutive treatment
cycles. First, an amount of 0.02 g L�1 of BMMCs was added into
40 mL of MG dye solution (25 mg L�1) to adsorb MG ions for
a time period of 24 h. In each cycle, the capsules were separated
by using a magnet and subsequently added into 15 mL of
distilled water and cleaned completely for at least 10 h. Then, it
was re-employed for the sorption of MG dye. The adsorption–
desorption efficiencies were estimated using eqn (7) and (8).
3. Results and discussion
3.1. Physical properties of the bio-magnetic membrane
capsules (BMMCs)

Table 3 illustrates the physical properties of the prepared
BMMCs. According to the aspect ratio values, the prepared
BMMCs were close to a perfect sphere. Other parameters such
as diameter, weight and density were also estimated both on
a wet and a freeze-dried basis. These ndings suggest that the
BMMCs could hold approximately 90% water content due to the
presence of enriched hydrophilic functional groups. On
average, the diameter of the prepared BMMCs was 4 � 0.02 mm
(Fig. SI†).
generation ratio (v/v)

Regeneration
volume (mL)

Feed-to-
regeneration
ratio (v/v)

40 1.0
35 1.1
30 1.3
25 1.6
15 2.7
10 4.0
5 8.0
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3.2. Formation mechanism and characterization of BMMCs

3.2.1. Identication of the functional groups/FTIR anal-
ysis. The FTIR analysis of the BMMCs is shown in Fig. 2a. First,
the FTIR spectrum of the PVA and SA mixture was studied
(Fig. 2a). The results suggested that the hydrophilic functional
groups, i.e. –OH/hydroxyl groups (at 3600–3300 cm�1), and
carboxyl groups (at 1600–800 cm�1) interacted with each other
and established a uniform mixture.10 The bands at 3600–
3300 cm�1 were attributed to O–H stretching vibrational peaks
of polyphenolic groups and the bands at 3191–2898 cm�1 were
attributed to –C–H/–CH2/CH3 stretching vibrational peaks of
alkanes.4 Moreover, the characteristic peaks appearing at
around 1637 and 893 cm�1 indicated C]O stretching and the
presence of O–Na bonds in the –COONa radical of sodium
alginate (SA), respectively.5 Furthermore, the peaks at 1562–
1363 cm�1 were assigned to C–OH stretching/–COO� groups of
SA. Similarly, the band peak at 1039 cm�1 was assigned to the
C–OH stretching of PVA.9 Thus, the results of the FTIR spectrum
of the PVA–SA mixture showed that the amalgam was homog-
enous and the hydrophilic functional groups had well inter-
acted with each other via electrostatic forces due to hydrogen
bonding.8 Similarly, the FTIR spectrum of the PVA–SA–PMNPs
mixture was also studied initially to observe the inuence of
PMNP addition into PVA and SA solution (Fig. 2b). The results
indicated that the intensity of the peaks (at 3600–3300 cm�1)
and (at 3191–2898 cm�1) was slightly reduced. This might be
due to the space occupied by PMNPs.7 An absorption peak
appeared at 489 cm�1, which can be assigned to Fe–O, con-
rming the existence of PMNPs in the PVA–SA mixture
(Fig. 2b).3 However, the chemical structure did not change
signicantly, except that the color of the mixture changed from
light yellow to black aer inserting the PMNPs solution.

To better understand the formation mechanism of BMMCs,
the FTIR spectra of BMMCs were studied aer incorporating
primary and secondary cross-linking agents (Fig. 2c and d). It
was observed that the cross-linking reaction occurred quickly by
injecting a casting drop of PVA–SA–PMNPs mixture into
Fig. 2 The Fourier transform infrared (FTIR) spectra of (a) PVA–SA, (b)
PVA–SA–PMNPs, (c) PVA–SA–PMNPs after primary cross-linking and
(d) fabricated bio-magnetic membrane capsules (BMMCs). (Repro-
duced from Ali et al.24 Copyright@2019, with permission from Elsevier
Ltd.)

3630 | RSC Adv., 2019, 9, 3625–3646
oversaturated CaCl2 and H3BO3 solution and an inter-
penetrating polymer network (IPN) structure was devel-
oped.12,16,22 First, a semi-interpenetrating polymer network
(SIPN) structure was formed through cross-linking of the G
units in the SA chains through Ca2+ via chelation, and covalent
and hydrogen bonding in the presence of PVA–PMNPs.14 This
illustrated that ionic bonding was developed between Ca2+ and
the carboxyl groups of SA and partial covalent bonding occurred
between Ca2+ and the oxygen atom of the ether groups,
respectively. Meanwhile, another SIPN structure was formed
through crosslinking of B3+ with PVA via hydrogen bonding in
the presence of SA–PMNPs.21 It should be noted that CaCl2 and
H3BO3 were continuously utilizing –OH and –COONa in PVA
and SA, and meantime the B–O, B–CR and B–O–B stretching
characteristic peaks appeared at around 1406, 1061 and
696 cm�1 (Fig. 2c).4 However, the band of the O–Na bond at
893 cm�1 disappeared or was signicantly reduced, suggesting
inter/intra hydrogen bonding among PVA, SA and primary
cross-linking agents (Fig. 2c).9 The characteristic peaks around
1560 and 1480 cm�1 attributed to the anti-symmetric and
symmetric stretching vibrational peaks of –COH/–COO� groups
in the polymer network (Fig. 2c), illustrate the formation of an
IPN structure.5

Further, during secondary cross-linking with GA, both SINP
structures of SA and PVA reacted with GA independently and an
IPN structure was developed by cross-linking of –COH groups in
GA with –OH groups in SA and PVA to form acetyls and ether
linkages, as shown by mounting characteristic peaks of C]O,
C–O–C, B–OH and B–O–B stretching vibrations at around 1666,
1074, 941 and 640 cm�1.8 This showed that during secondary
cross-linking, PVA and SA cross-linked through hydrogen
bonding and van der Waals forces, promoting a physical
entanglement and chemically cross-linked-3D polymer network
in membrane capsules.7 Hence, GA performed as a ‘knot’ or
‘joint’ to combine SA and PVA together via a co-cross-linking
reaction that reinforced the overall mechanical properties of
the capsule membranes and made themmore benecial for the
adsorption process (Fig. 2d).21

On the other hand, a change in the chemical structure in the
capsule membrane was not noticeable by FTIR due to the
encapsulation of PMNPs, but the characteristic peak can be
observed at around 480 cm�1 in both spectra (Fig. 2c and d),
suggesting the existence of the smooth encapsulation of PMNPs
into the membrane capsules.3 The encapsulated PMNPs have
their own functional groups (–OH and –COO�), that will also
help to increase the anion active sites for the adsorption of
cationic pollutants.6

In addition, the prepared BMMCs adsorbent can easily be
separated from the nal effluent just by applying a simple hand-
held magnet and could be reused for multiple consecutive
treatment cycles aer regeneration. This encapsulation tech-
nique will also help to resolve PMNP disintegration problems
and improve the stability of PMNPs. In addition, the functional
groups can be maintained for long-term applications.3 Alto-
gether, the FTIR results conrmed the smooth formation of
BMMCs via chelation, hydrogen bonding and van der Waals
forces by employing primary and secondary cross-linking
This journal is © The Royal Society of Chemistry 2019

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c8ra09275c


Fig. 3 Conceptual possible cross-linking networks of SA–CaCl2, PVA–H3BO3 and PVA–SA–GA during the fabrication of bio-magnetic
membrane capsules (BMMCs). (Reproduced from Ali et al.24 Copyright@2019, with permission from Elsevier Ltd.)

Paper RSC Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

8 
 2

01
9.

 D
ow

nl
oa

de
d 

on
 1

0/
17

/2
02

5 
12

:0
5:

01
 A

M
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
agents. The conceptual possible cross-linking networks of SA–
CaCl2, PVA–H3BO3 and PVA–SA–GA during the fabrication of
BMMCs are shown in Fig. 3.

3.2.2. Powder XRD analysis. The powder XRD patterns of
the prepared BMMCs are shown in Fig. 4. First, the XRD pattern
of PVA–SA–PMNPs mixture was carried out to investigate the
presence and smooth mixing of PMNPs into the PVA–SA matrix
(Fig. 4a). The results of the XRD analysis suggest a series of
characteristic diffraction peaks emerging at around 2q ¼ 30�,
35�, 43.2�, 57.1� and 62.9� respectively. These peaks can be
indexed as or were associated with (220), (311), (400), (511) and
(440) planes of pure iron oxide/Fe3O4. The obtained peaks were
Fig. 4 Powder X-ray diffraction patterns of (a) PVA–SA–PMNPs and
(b) the prepared bio-magnetic membrane capsules (BMMCs) after
reaction with primary and secondary cross-linking agents (displaying
the amorphous carbon and magnetite structures). (Reproduced from
Ali et al.24 Copyright@2019, with permission from Elsevier Ltd.)

This journal is © The Royal Society of Chemistry 2019
very close to the published reports, as described in JCPDS card
no. 19-0629.21,25–27 The peaks at 2q ¼ 30�, 35� and 62.9� mainly
indicate the existence of Fe3O4/PMNPs.3 The average diameter/
crystallite size measurements of the PMNPs were also carried
out by using the Debye–Scherrer equation and it was estimated
to be about 35–40 nm, as previously reported by Ali et al.3

Moreover, a typical broad reection peak at around 2q ¼ 20�

appeared, which can be assigned to the C (001) reection of
amorphous carbons that might be composed of irregular
shapes.21 The existence of the C (001) reection mainly indi-
cated the presence of C–OH containing functional groups (–OH,
–COOH, –C–H), which were mainly associated with the mixture
of PVA–SA–PMNPs in the sample, conrming the homogenous
mixing of the PVA–SA mixture with the PMNP solution.25,26 In
contrast, Fig. 4b suggested that the intensity of the peaks was
signicantly decreased during the fabrication process of the
PVA–SA–PMNPs mixture with primary and secondary cross-
linking agents, indicating the successful cross-linking of
primary and secondary agents with the PVA–SA–PMNPs
mixture. The intensity of the characteristic peak at around 2q ¼
20� was signicantly decreased, indicating the consumption of
C–OH containing functional groups during the fabrication
process.21 In addition, the strong characteristic peaks of iron
oxide at around 2q ¼ 35�, 43.2� and 62.9� also appeared, indi-
cating the presence of PMNPs in the fabricated BMMCs, despite
the fact that the intensity of these peaks was lower compared to
Fig. 4a.3 This might be due to the amalgamation of primary and
secondary cross-linking agents with the PVA–SA–PMNPs
mixture. Overall, the XRD results conrmed the presence of
PMNPs and the depletion of C–OH containing functional
groups in the fabrication process of BMMCs.

3.2.3. Morphology of BMMCs/SEM analysis. The average
diameter of the majority of the PMNPs was in the range of 35–
RSC Adv., 2019, 9, 3625–3646 | 3631
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55 nm and they showed a granular homogenous spherical
shape, the structure of Fe3O4 (magnetite), as previously reported
by same research group.3 The particles were agglomerated due
to the presence of –OH from the plant leaf extract. The surfaces
of the PMNPs were coated with organic matter, playing an
important role in restraining their aggregation and enhancing
their dispersion and colloidal stability.3 SEM analysis was
carried out to understand the morphology of the prepared
BMMCs and to verify encapsulation. Fig. 5 illustrates the
morphological changes in the freeze-dried BMMCs from the
surface layer to the inner core. The prepared BMMCs possessed
a top-heavy, macro-void and micro-porous type “3D honey-
comb” like architecture. Some cracks or small fractures were
also noted on the surface, along with the presence of pores of
different diameters. Overall, the prepared BMMCs showed
a micro-porous capsule ‘shell’ and a macro-porous core struc-
ture. Pores with diameters ranging from 8 to 45 mm were
developed in the core due to the presence of a high water
content (�90%), suggesting that PVA–SA retained a compara-
tively large surface area and porous conguration (Fig. 5a–d).
The thickness of the capsule shell was 52 � 8.5 mm and the
pores in the cross-section of the capsule shell were around 3 �
0.5 mm (Fig. 5d). The SEM results strongly suggested that the
morphology of the prepared BMMCs was effected by the
development of chemical bonds and can be considered as a ‘sh
egg’ of spherical shell-nuclei being formed as a casting solution
drop is injected into the primary cross-linking agent solution
(CaCl2 + H3BO3). Initially, a compact, dense and micro-porous
egg box membrane structure was formed due to the
Fig. 5 Scanning electron microscopy (SEM) images of (a) the fabricated b
the BMMCs, (c) outer boundary/surface/layer of the BMMCs, (d, e & j)
boundary/surface/layer of the BMMCs, (g) real pictorial view of the cr
boundary/surface/layer of the BMMCs after the sorption of cationic MG d
(after the sorption of cationic MG dye). (Reproduced from Ali et al.24 Co

3632 | RSC Adv., 2019, 9, 3625–3646
consumption of –COO�/OH� by the interaction with Ca2+ and
B3+. As the outer surface formed, a gradient developed between
the primary cross-linking agent solution and the PVA–SA
mixture to develop an inner core (Fig. 5d). The thickness of the
capsule “shells” was prolonged inward with the passage of time
but prevented the leakage of solution from the capsule inner
core, which may be responsible for decreasing the chance and
speed of a smooth interaction between polymer and reagents,
that led to the improvement in the pore size. In addition, GA
played an important role in modifying the BMMC morphology
by creating a looser and macro-porous structure in the inner
surface/core, to further enhance the density of pores (Fig. 5e).
The pore sizes remarkably decreased aer incorporating GA
because it retained an excellent ‘healing’ potency due to the
presence of –OH, by maintaining a smooth interaction between
polymer and reagents (Fig. 5e). Moreover, the PMNPs were
agglomerated into micro-sized packs by the strong hydrogen
bonding, and these were well dispersed in the PVA–SA mixture,
resulting in notably enhanced mechanical properties (Fig. 5e
and j). Furthermore, the porous macro-structure remarkably
improved the surface area in the core, and this eased the
movement of pollutants (toxic dyes and metal ions) within the
core network by creating a pore channel. This will also enhance
the adsorptive capability of the capsule adsorbent by generating
more vacant/active sites for the adsorbate.

3.2.4. XPS analysis. The XPS spectrum was also obtained to
recognize the elemental contents and surface composition of
the prepared BMMCs (Fig. 6). The XPS results proposed two
major peaks at 284.6 and 532.25 eV, associating to C 1s and O
io-magnetic membrane capsules (BMMCs), (b) cross-sectional area of
inner surface/core of the BMMCs, (f) real pictorial view of the outer
oss-sectional area of the BMMCs, (h) real pictorial view of the outer
ye, and (i) real pictorial view of the cross-sectional area of the BMMCs
pyright@2019, with permission from Elsevier Ltd.)

This journal is © The Royal Society of Chemistry 2019
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Fig. 7 Energy dispersive X-ray (EDX) image of the prepared bio-
magnetic membrane capsules (BMMCs). (Reproduced from Ali et al.24

Fig. 6 X-ray photoelectron spectrum (XPS) of (a) bio-magnetic membrane capsules (inset table shows the atomic percentages of the elements);
(b) high resolution XPS spectrum of Fe 2p; (c) high resolution XPS spectrum of O 1s; (d) high resolution XPS spectrum of C 1s.
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1s, respectively (Fig. 6a). In addition, a small peak at 709.9 eV for
Fe 2p, indicating the existence/encapsulation/loading of PMNPs
on/in the BMMCs (Fig. 6b). High resolution XPS spectra of O 1s
showed only one major peak at around 532.8 eV, which can be
assigned to hydrophilic functional groups (–OH and O–C–O)
(Fig. 6c). Similarly, the high resolution spectra of C 1s depicted
two peaks at 284.6 and 287.8 eV in the bending energy range of
275–305 eV (Fig. 6d). These attributes illustrated the availability
of two C atoms with different chemical natures, as expected.
Themajor peak at around 284.6 eV in C 1s can be allocated to C–
C/C]C bands, which might be linked to the hydrophilic func-
tional groups present in/on the surface of PVA, SA, GA and
PMNPs.

Moreover, the high resolution XPS spectra of Fe 2p were also
studied to investigate the structure of Fe3O4. As expected, two
small peaks at 710.6 and 724.7 eV emerged in the binding range
of 700–740 eV, which were related to Fe 2p3/2 and Fe 2p1/2
respectively, conrming the presence of PMNPs/Fe3O4. The
peak at Fe 2p3/2 is typically associated with Fe in Fe3O4/PMNPs
(Fig. 6b). The peak intensities were low, because a small amount
of PMNPs was incorporated during the fabrication of BMMCs.
The XPS results described that the atomic percentages of C, O
and Fe were 56.15, 41.86 and 0.48%, respectively. Importantly,
the XPS results were well matched with the EDX results and
conrmed the loading/encapsulation of PMNPs.

3.2.5. EDX analysis. EDX was carried out to identify the
chemical composition of and the presence of PMNPs in the
prepared BMMCs (Fig. 7). According to the EDX analysis, the
cross-sectional analysis of the prepared BMMCs was composed
of the elements of carbon (C), oxygen (O), sodium (Na), sulfur
(S), chlorine (Cl), potassium (K), calcium (Ca) and iron (Fe). The
EDX prole contained intense peaks of C and O in addition to
Na, S, Cl, K, Ca and Fe (Fig. 7).
This journal is © The Royal Society of Chemistry 2019
The C and O peaks in the EDX prole were associated with
–OH and COOH groups, mainly linked to the PVA, SA, GA and
PMNPs solution. On the other hand, the presence of Fe peaks in
the EDX spectrum conrmed the encapsulation of PMNPs in
the prepared BMMCs (Fig. 7). The peaks of Ca and Cl can be
related to the primary cross-linking agent, i.e. CaCl2. While the
intense peak of Na was mainly linked to SA. In addition, the
presence of K and S peaks can be assigned to the plant bio-
molecules, present in the plant leaf extract. The results indi-
cated that the atomic percentages as obtained by EDX quanti-
cation were C (61.21%), O (35.08%), Na (0.72%), S (0.43%), Cl
(1.17%), K (0.20%), Ca (0.78%) and Fe (0.40%) (Fig. 7). The
presence of Fe homogenously distributed throughout the
sample directed the smooth loading of PMNPs in the PVA–SA
mixture, though in a small amount (1.56%). For the fabrication
of BMMCs, 4 : 1 (v/v) ¼ [PVA (10.0 wt%) : SA–PMNPs (3.0 wt%)]
¼ 20.0 g PVA : 5.0 g SA–PMNPs solution was employed. Thus,
Copyright@2019, with permission from Elsevier Ltd.)
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Fig. 9 (a) M–H hysteresis loop/vibrating sample magnetometer
(VSM) measurement of the prepared PMNPs and bio-magnetic
membrane capsules (BMMCs) at a temperature of 300 K; and
magnetic separation studies of the prepared BMMCs in (b) an
aqueous environment, and (c) freeze-dried conditions using a simple
hand-held magnet. (Reproduced from Ali et al.24 Copyright@2019,
with permission from Elsevier Ltd.)
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based on the EDX quantication, the total amount of C, O and
Na was 91.88%, excluding the amounts of S, Cl, K and Ca.
Whereas, the amount of Fe element was 1.56% and this reading
was very close to our theoretical calculation: i.e. 0.430 g (2 wt%
PMNPs in 4 : 1 (v/v) ¼ PVA–[SA–PMNPs]). Moreover, despite
having a very low Fe content (1.56%) of the PMNPs, the
prepared BMMCs had a very high saturation magnetization
(11.02 emu g�1). Notably, the said value was approximately 2.5
times lower than the saturation magnetization value obtained
for PMNPs (50.95 emu g�1). This means that a slight loading of
PMNPs into capsules is enough to produce signicantly high
Ms, which makes the capsules suitable for easy magnetic sepa-
ration from an aqueous environment. Overall, the EDX results
ensured the presence of C, O, Na, Cl, Ca and Fe in the fabrica-
tion of BMMCs (Fig. 7).

3.2.6. Thermogravimetric analysis (TGA). The TGA plot of
the prepared BMMCs indicated three major mass loss steps in
the tested temperature range of 0–800 �C (Fig. 8). The rst
weight loss (18%) appeared in the temperature range of 34–
250 �C, indicating the removal of H2O/moisture or residual
solvent, physisorbed, and chemisorbed H2O molecules in the
sample.3 The second major weight loss (40%) occurred at 250–
370 �C, suggesting the elimination or pyrolysis or decompo-
sition or loss of hydrophilic functional groups of the PVA–SA.28

Finally, the third weight loss (26%) occurred in the tempera-
ture range of 370–560 �C, indicating the decomposition/
combustion of the polymer structure and/or disintegration
of the PMNP structure.29 Further, there no weight loss was
noticed above 560 �C and BMMCs exhibiting a 16% weight
residue remained. The TGA results suggested that the weight
percentages of moisture, PVA–SA and PMNPs were 18, 40 and
26%, respectively. Importantly, these results also clearly indi-
cated that the fabricated BMMCs were fully capped with –OH,
–COOH, –C–H, etc., mainly associated with PVA–SA–PMNPs,
and they were responsible for decreasing the capsules' overall
thermal stability as well as increasing their adsorptive
capability.7,30

3.2.7. Magnetic measurements. The hysteresis loop of the
freeze-dried BMMCs was obtained using VSM at a temperature
of 300 K by a pertaining magnetic eld from �15 to + 15 kOe
Fig. 8 Thermogravimetric analysis (TGA) plot of the fabricated bio-
magnetic membrane capsules (BMMCs). (Reproduced from Ali et al.24

Copyright@2019, with permission from Elsevier Ltd.)

3634 | RSC Adv., 2019, 9, 3625–3646
(Fig. 9a), and compared with the hysteresis loop of bare
PMNPs. The saturation magnetization (Ms) value at a temper-
ature of 300 K was discovered to be 11.02 emu g�1, which is
enough to be useful for repeated magnetic separation. Despite
this fact, the obtained value was approximately 2.5 times lower
than the Ms of PMNPs (50.95 emu g�1). The values of rema-
nence magnetization (Ms) and coercivity (Hc) were zero, indi-
cating that the prepared BMMCs retained superparamagnetic
behavior. Importantly, the superparamagnetic nature of
PMNPs was not damaged due to the encapsulation/loading of
PMNPs into the PVA and SA mixture during the fabrication of
BMMCs. However, the value of Ms was affected. Moreover,
despite having a very low Fe content (1.56%) of the PMNPs, the
prepared BMMCs had a very high saturation magnetization
(11.02 emu g�1). This means that a slight loading of PMNPs
into the capsules is enough to produce a signicantly high Ms

value, which not only makes the capsules suitable for easy
magnetic separation from an aqueous environment, but also
demonstrates their superior chemical stability against acid
attack in contrast to naked PMNPs, that faced oxidation of the
particles, resulting in decreases in the stability of PMNPs for
long-term applications. The prepared BMMCs showed the
comparatively highest saturation magnetization value and
magnetic separation time over most of the other documented
composite materials, highly prerequisite for improving the
This journal is © The Royal Society of Chemistry 2019
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Table 4 Comparison of bio-magnetic membrane capsules (BMMCs) with some other reported magnetic composite sorbents in terms of
magnetic separation time and saturation magnetization (Ms)

Magnetic sorbent
Magnetic separation
time (s) Ms (emu g�1) Reference

PVA–SA-embedded Fe3O4 magnetic nanoparticles (MNPs) — 5 7
Fe3O4@mesoC — 5.5 26
Fe3O4@SiO2@CS-TETA-GO — 8.22 27
Bio-magnetic membrane capsules (BMMCs) 10 11.02 Present study
FeCo/GC NCs@MSNs — 17.1 28
Fe3O4@(PAH/GO–COOH)2 nanocomposites — 21.5 25
CMC-g-CMPVA lm loaded with Fe3O4/SiO2nanoparticles — 36.87 31

Reproduced from Ali et al.24 Copyright@2019, with permission from Elsevier Ltd.
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water/wastewater treatment process and maintaining the
economic feasibility of a treatment system (Table 4). In addi-
tion, the fabricated BMMCs can easily be reused for consecu-
tive treatment cycles and they can easily be separated from
effluents within 5–10 s by using a simple hand-held magnet,
due to their superparamagnetic behavior, without generating
secondary pollutants (Fig. 9b and c).
3.3. Inuence of different operating parameters on the
adsorptive performance and properties of BMMCs for the
removal of cationic toxic malachite green (MG) dye

3.3.1. Effect of various amounts of PMNP encapsulation
into membrane capsules. First, the inuence of the amount of
PMNP encapsulation was investigated for optimizing the amount
Fig. 10 (a) Effect of various amounts of PMNP encapsulated into BMMCs
BMMCs dosage on the removal the efficiency of cationic MG dye by BMM
replication ¼ 3; standard deviation: � 1.23); (c) effect of contact time o
replication ¼ 3; standard deviation: � 1.42); (d) effect of initial concentrat
reaction temperature (dosage ¼ 0.02 g L�1; replication ¼ 3; standard de
removal efficiency of MG dye by BMMCs (dosage ¼ 0.02 g L�1; replicati

This journal is © The Royal Society of Chemistry 2019
of PMNP encapsulation and improving the interaction of pollut-
ants with the active sites of the BMMCs. The amount of PMNPs
was varied from 1 to 5 wt% by keeping the PVA–SA ratio constant
and different types of bio-magnetic capsules were fabricated. A
xed amount of 0.02 g of BMMCs of each type was mixed into
40 mL of MG dye solution (25 mg L�1) for 24 h at pH 6.5. The
results indicated that the removal efficiency of MG dye was
increased from 50 to 92.23% by increasing the amount of PMNP
encapsulation from 1 to 4 wt%, and then suddenly decreased from
92.23 to 57.89% by a further loading of PMNPs (Fig. 10a). A
possible explanation of this trend is that at low loading of PMNPs,
the prepared BMMCs had enough vacant/active sites for accom-
modating MG molecules, but as the loading of PMNPs increased,
the vacant/active sites were occupied by the PMNPs via hydrogen
bonding, and meanwhile the empty pores were lled, which
on the removal efficiency of cationic MG dye, (b) effect of adsorbent/
Cs (dosages ¼ 0.0062–1 g L�1; Co ¼ 25 mg L�1; contact time ¼ 24 h;

n the removal efficiency of MG dye by BMMCs (dosage ¼ 0.02 g L�1;
ion of MG dye (replication ¼ 3; standard deviation: � 1.69); (e) effect of
viation: � 2.03); and (f) effect of co-existing cationic pollutants on the
on ¼ 3; standard deviation: � 1.03).

RSC Adv., 2019, 9, 3625–3646 | 3635
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created a hindrance to the smooth penetration of MG molecules
into the inner pores/core of the capsule. On the other hand, the pH
of the solution was also reduced from 6.29 to 5.26, suggesting that
the active sites released enough H+ to create repulsion as well as
competition between/among MG molecules and H+ to ll/capture
vacant sites. Hence, the ndings of the present study depicted that
a small amount of PMNP encapsulation is enough to utilize the
maximum active sites of the BMMCs that will also minimize the
fabrication cost.

3.3.2. Effect of BMMCs/adsorbent dosages. Further, the
dosages of the prepared BMMCs were also optimized to keep
the treatment process more economical and efficient. For this
purpose, the dosages of the BMMCs (0.0062 to 1 g L�1) were
added into 40 mL of MG dye solution (25 mg L�1) for 24 h at pH
6.5. These ndings showed that the removal efficiency of MG
was initially increased progressively from 65 to 98.29% by
increasing the dosage from 0.0062 to 0.02 g L�1, and then later
it was reduced from 98 to 60% by further increasing the dosage
from 0.08 to 1 g L�1 (Fig. 10b). As expected, the increase in the
removal performance might be due the increase in the avail-
ability of the active sites on/inside the capsules, but at high
dosages, the capsules had enough active sites that released H+,
which created repulsion and as well as competition between/
among MG molecules and H+, consequently reducing removal
efficiency. Overall, a plateau was established in the range of 0.02
to 0.08 g L�1, suggesting an equilibrium between MGmolecules
and adsorbents. This phenomenon might be showing that
capsules had an ion-exchange behavior in the removal of MG
dye. Therefore, a dose of 0.02 g L�1 of BMMCs was chosen for
further experiments.

3.3.3. Effect of contact time. The inuence of contact time
was also investigated at pH 6.5 and different initial concentra-
tions of MG dye (25–100 mg L�1) using a 0.02 g L�1 adsorbent
dosage (Fig. 10c). These ndings illustrated that removal of MG
dye occurred in two phases. In the rst phase, a fast removal of
MG dye was noted within a contact time of 15 h, and then
a second phase started, where a slower removal was observed in
the time range of 15–48 h. Aer this, it approached a plateau.
The equilibrium time was different for different concentrations
of MG dye (25–100 mg L�1). Overall, the optimum equilibrium
time was 24 h for the maximum removal of MG dye at all three
concentrations i.e. 25, 50 and 100 mg L�1 (Fig. 10c). A fast
removal of MG dye occurred at the beginning due to the pres-
ence of more vacant/active sites on the exterior surface of the
bio-magnetic capsules. As the external surface occupied/totally
cross-linked with cationic MG ions, then MG molecules faced
hindrance to penetrating into the inner parts/core of the
membrane capsule, and this made it difficult to ll the
remaining vacant/active sites owing to the presence of electro-
static repulsion between the adsorbates in solution and those
sorbed onto the surface of the membrane capsules. However,
with the passage of time, MG molecules entered/diffused via
micro-pores to macro-pores, and interacted with the remaining
active/vacant sites. Consequently, the removal of MG dye
approached equilibrium aer 24 h. Later, no signicant
removal was noted up to the contact time of 96 h, and the color
3636 | RSC Adv., 2019, 9, 3625–3646
of the BMMCs had completely changed from chocolate to green
owing to the sorption of MG dye (Fig. 10c).

3.3.4. Effect of initial MG dye concentration and tempera-
ture. To investigate the inuence of initial MG dye concentra-
tion on the removal efficiency of the prepared BMMCs, the
concentration of MG dye was varied from 25 to 1000 mg L�1

using a capsule dosage of 0.02 g L�1 at pH 6.5 (Fig. 10d). The
results indicated that the removal efficiency of MG dye
decreased from 98.61 to 1.5% by increasing the initial MG dye
concentration from 25 to 1000 mg L�1. This is a common
phenomenon because the amount of adsorbate was greater
than the available active sites, as the initial concentration of MG
dye increased (Fig. 10d). This indicated that the available active
sites on the membrane capsules were the limiting factor for dye
sorption. Overall, more than 80% of MG dye removal efficiency
was achieved in the concentration range of 25–100 mg L�1; later
it was drastically decreased due to the non-availability of the
vacant sites on/in the membrane capsules. This means that
a higher dosage was needed to keep a high MG removal effi-
ciency at a higher concentration of MG dye (Fig. 10d). Further,
the effect of temperature on the removal efficiency of MG dye
was also observed in the range of temperature 298.15–333.15 K
at an initial MG dye concentration of 25 mg L�1 using 0.02 g L�1

dosage (Fig. 10e). The removal efficiency of MG dye reduced
(from 98.75 to 75.23%) as the temperature increased from
298.15 to 33.15 K. Whereas the adsorptive capacity was not
inuenced signicantly, suggesting that the removal of MG dye
was spontaneous and exothermic in nature. Furthermore, this
might indicate that the degree of randomness/freedom
increased at the solid–liquid interface during the removal/
sorption process.

3.3.5. Adsorption competition/effect of co-present constit-
uents. In order to assess adsorption competition, two binary
systems (Pb2+ + MG dye and Cd2+ + MG dye) were designed and
applied (Fig. 10f). The ndings showed that the co-existence of
cationic ions did have a signicant inuence on the adsorptive
removal of MG dye by BMMCs under all the tested concentra-
tions. It was observed that the co-presence of Cd2+ in solution
created higher competition than Pb2+, and the removal effi-
ciency of MG dye decreased to 19% with the increase in
concentration of Cd2+ from 1 to 1000 mg L�1 within 24 h. This
might be due to the fact that hydrophilic functional groups
(–OH and –COOH) attached on/in the membrane capsules had
a strong affinity for capturing Pb2+ and Cd2+ from solution
instead of cationic MG, and developed an inner sphere complex
by the reaction with metal ions due to the presence of the small
hydrated radii of both metal ions, as reported previously.3

Further, MG dye is a basic cationic dye and its selectivity may be
hampered in the presence of so acid (metal ions). On the other
hand, BMMCs had�90% water content and high ionic strength
would make the hydrogel shrink and become more compact,
which could also reduce the dye removal efficiency. Overall, the
results revealed that MG removal efficiency was hampered by an
increase in metal ion concentration in solution. However,
initially at a lower concentration of metal ions (1–100 mg L�1),
the removal efficiency of MG dye was more than 80%, indicating
that the membrane capsules had enough vacant/active sites to
This journal is © The Royal Society of Chemistry 2019
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compensate for both cationic MGmolecules andmetal ions, but
as the concentration of metal ions increased in solution, sorp-
tion selectivity developed to occupy these vacant sites, inhibit-
ing MG removal efficiency. Hence, pre-knowledge of the co-
existing cationic ions (hydrated radii, electro-static charge,
and size) is compulsory to optimize operational prerequisites
for the smooth implementation of membrane capsule tech-
nology in the water/wastewater treatment process.

3.3.6. Effect of solution pH. The pH of the solution is oen
inuenced by both the aqueous chemistry and functional
groups of the adsorbents. For this purpose, the removal
performance of MG dye was investigated by varying the pH from
2 to 12 (Fig. 11). Presently, the inuence of solution pH on the
removal efficiency of MG dye by PMNPs, PVA–SA capsules and
the preparedMBBCs were considered. Initially, the point of zero
charge (pHPZC) for all three adsorbents was calculated by the pH
dri method (Fig. 11a), according to Ali et al.3 (Text-SIII†). The
ndings showed that initially the removal efficiency increased
from 2.43 to 97.56% in the pH range 2–6, and then it was almost
stable and increased to 99.39% in the pH range 6–12 (Fig. 11b).
The interaction of MG cationic dye on/in the prepared BMMCs
depended mainly on the surface charge and active sites on/in
the capsules. A possible explanation of this trend was that the
prepared BMMCs had hydrophilic functional groups. At low pH
(2–4), the hydrophilic functional groups on in the membrane
capsules were neutralized and/or interacted with protons (H+)
and protonated MG molecules, and consequently repulsive
forces restricted the smooth interaction of MG molecules with
Fig. 11 (a) Point of zero charge (pHPZC) of PMNPs, PVA–SA-capsules
and BMMCs; (b) Effect of solution pH on the removal efficiency of
malachite green (MG) by PMNPs, PVA–SA-capsules and BMMCs.
Interval of pH (2–12); initial dye concentration: 25 mg L�1; dosage:
0.02 g L�1; solution volume: 40 mL; temperature: 25 �C and agitation
time: 120min; replication¼ 3; standard deviation:� 2.29 [figures show
the real conditions of the (c) solution after reaction with (d) PMNPs, (e)
PVA–SA-capsules and (f) BMMCs].

This journal is © The Royal Society of Chemistry 2019
the active sites of the adsorbent. However, at higher pH, the
prepared BMMCs had lots of negatively charged sites, exposed
for binding with positively charged pollutants (MG), and
consequently improved the removal efficiency. This behavior
might be addressed in this way: the pHPZC of the prepared
BMMCs was 2.91, and as expected, the surface of the adsorbents
was negatively charged at pH > pHPZC, which permitted the
sorption of cationic MG ions on/in the membrane capsules.
Thus, for better performance, the pH of the MG solution was
kept stable at 6.5 for the other experiments. Similarly, the
inuence of solution pH on the removal of MG dye was also
observed for PVA–SA membrane capsules. The ndings showed
that a more or less similar trend was found as for BMMCs, but
the removal efficiency of MG dye by PVA–SAmembrane capsules
was reasonably less than for BMMCs in the pH range 4–9. In
comparison, the removal efficiency of MG dye by BMMCs was
97.65% at pH 6.5, while it was 65.29% by PVA–SA membrane
capsules (Fig. 11b). However, the removal efficiency of MG dye
by PVA–SAmembrane capsules was signicantly improved up to
95.99% in the pH range 9–12. A possible explanation for this
difference might be that the membrane capsules loaded with
PMNPs had more negatively charged sites than un-loaded PVA–
SA membrane capsules because the PMNPs had their own
functional groups (–OH or –COOH) on the surface of the PMNPs
that led to enhanced free energy/vacant/active sites for the
sorption of more MG molecules; consequently, they had 1.4
times higher removal efficiency than PVA–SA membrane
capsules and a reduced pHPZC for better performance even in
low pH ranges. On the other hand, the bare/naked/un-loaded
PMNPs were also employed in removing MG dye to better
address the utilization of the prepared BMMCs (Fig. 11b). In
addition, the light absorption results of MG dye before and aer
the reaction with prepared bio-magnetic capsules at different
pH are also shown in Fig. SII,† indicating that MG dye was
mainly sorbed on/in the BMMCs. For a better understanding,
the real condition of the MG solution aer reaction with
PMNPs, PVA–SA membrane capsules and BMMCs is also shown
in Fig. 11c–f.
3.4. Adsorption kinetics studies

Most oen, adsorption kinetics are employed to estimate the
adsorption performance and application of lab-scale adsor-
bents. In order to evaluate the kinetics of MG dye sorption on/in
the BMMCs, the inuence of contact time was noted using an
adsorbent dosage of 0.02 g L�1 in the MG dye concentration
range of 25–100 mg L�1 at pH 6.5 (Fig. 12). It can be seen that
initially a fast sorption occurred within a contact time of 20 h,
and approached stability during the time period of 20 to 96 h
(Fig. 12a). This fast sorption can be assigned to the availability
of greater hydrophilic functional groups/negatively charged
sites on/in the membrane capsules, which facilitated the rapid
interaction of MG ions with negatively charged vacant/active
sites, as previously examined by FTIR, EDX and XPS analyses.
Overall, the fast sorption rate was achieved within a contact
time of 20 h, while aer 24 h adsorptive equilibrium was
accomplished.
RSC Adv., 2019, 9, 3625–3646 | 3637
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Fig. 12 (a) Kinetics of malachite green (MG) dye sorption by bio-magnetic membrane capsules (BMMCs) (dosage ¼ 0.02 g L�1; replication ¼ 3;
standard deviation: � 2.83); (b) the linear plot of the pseudo-second-order model of MG dye sorption by BMMCs (dosage ¼ 0.02 g L�1;
replication¼ 3; standard deviation:� 2.83); (c) intra-particle diffusion kinetic model fit for malachite green (MG) dye sorption by BMMCs (dosage
¼ 0.02 g L�1; replication ¼ 3; standard deviation: � 2.83); (d) the linear plot of the Langmuir isotherm model for malachite green (MG) dye
sorption by BMMCs; (e) sorption isotherm curve for the sorption of cationic MG dye by BMMCs (dosage ¼ 0.02 g L�1; MG concentration ¼ 25–
1000 mg L�1; replication ¼ 3; standard deviation: � 3.09); and (f) thermodynamic plot for the sorption of malachite green (MG) dye by BMMCs
(dosage ¼ 0.02 g L�1, Co ¼ 25 mg L�1; replication ¼ 3; standard deviation: � 1.49).
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To further explore the adsorption mechanism and to
determine the kinetic parameters of MG dye sorption on/in the
membrane capsules, various frequently used adsorption
kinetics models were utilized. It is supposed that different
independent processes may be concerned in controlling
sorption kinetics during the adsorptive removal of pollutants
Table 5 Kinetic parameters for the sorption of cationic malachite green
3; standard deviation: � 2.83]a

Kinetic models Equations Para

Pseudo-rst-order
logðqe � qtÞ ¼ logqe � tk1

2:303

qe (e
k1 (m
qe (c
R2

Pseudo-second-order t

qt
¼ 1

h
þ t

qe

k2 (m
qe (c
h (m
R2

Elovich
qt ¼ 1

b ln ab
þ 1

b ln t

a (m
b (g
R2

Intraparticle diffusion qt ¼ kipdt
0.5 Kipd

I
R2

Liquid lm diffusion ln(1 � F) ¼ �kfdt kfd (g
I
R2

a Given in ESI (Text-SIV).

3638 | RSC Adv., 2019, 9, 3625–3646
that can be performed in series or parallel. For instance: (i)
chemisorption/chemical reaction, (ii) bulk transport, (iii)
intra-particle diffusion and (iv) lm diffusion/external mass
transfer. For this purpose, kinetic models including pseudo-
rst-order, pseudo-second-order, Elovich, intraparticle
diffusion/Weber and Morris, and liquid lm diffusion were
(MG) dye by bio-magnetic membrane capsules (BMMCs) [replication ¼

meters

MG

25 50 100

xp.) (mg g�1) 61.63 122.5 242.5
in�1) �0.024 �0.0314 �0.0253
al.) (mg g�1) 61.97 122.775 242.25

0.80 0.73 0.92
in�1) 0.0155 0.0078 0.0039
al.) (mg g�1) 61.975 122.775 242.25
g g�1 min�1) 20.65 40.92 80.75

0.99 0.99 0.98
g g�1 min�1) 20.65 40.92 80.75
mg�1) 13.161 23.546 44.887

0.90 0.84 0.86
(mg g�1 min�0.5) 35.78 70.88 139.86

20.095 40.579 70.461
0.70 0.74 0.80

mg�1) �0.245 �0.593 �0.518
�0.870 �0.767 �0.9583
0.80 0.73 0.17

This journal is © The Royal Society of Chemistry 2019
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employed to t the experimental data. The obtained results are
presented in Table 5.

In all these experiments, the regression coefficient values (R2)
for the second-order kinetic model were estimated to be greater
than 0.97, which were higher than other employed kinetics
models, indicating the presence of ion-exchange and/or
chemisorption/chemical reaction mechanism (Fig. 12b). In
addition, the calculated qe/adsorptive capacities by the second-
order kinetic model were 61.975 mg g�1 at 25 mg L�1,
122.775 mg g�1 at 50 mg L�1 and 242.25 mg g�1 at 100 mg L�1,
which were very close to the experimental qe/adsorptive capacities
(61.63 mg g�1 at 25 mg L�1, 122.5 mg g�1 at 50 mg L�1 and
242.5 mg g�1 at 100 mg L�1), suggesting that sorption of MG dye
on/in the BMMCs, was dominated by chemisorption and/or ion-
exchange mechanisms. Furthermore, the values of k2 were less
than h, suggesting a rapid adsorption of MG dye initially and
subsequently slower sorption. Adsorption and desorption were
also discovered by using Elovich's kinetic model. The values of
a were greater than b, suggesting that the BMMCs had a greater
adsorption rate than desorption. The R2 values of thismodel were
less than 0.90, indicating the non-applicability of this model.

It is oen reported that dye sorption is normally regulated by
either the liquid phase mass transport rate or through the intra-
particle mass transport rate. In order to investigate this phenom-
enon, the Weber and Morris kinetic equation was employed.
Normally, this model is used to investigate the following adsorp-
tion processes that might be occurring: (i) bulk diffusion, (ii) lm
diffusion, (iii) intra-particle diffusion and (iv) chemical reaction via
ion-exchange or the adsorption of pollutants at the vacant/active
sites on the adsorbent surface. The plots/graph line did not pass
through the origin, but data points can be explained in double
lines by a difference in slope and intercept, suggesting that more
than one process (boundary layer adsorption)might be implicated.
For instance, the rst straight line had a signicant slope, sug-
gesting that initially MGmolecules covered/transported/interacted
with the external surface/vacant sites of the BMMCs via lm
diffusion, and then these cationic MG ions entered into the solid
phase or pores of the membrane capsules via intra-particle diffu-
sion, which is shown in the second straight line. Furthermore, the
values of kipd and intercept (I) also increased as the concentration
ofMG dye increased in the solution, suggesting the boundary layer
diffusion effect occurred owing to the entry of MG molecules into
the pores of the membrane capsules (Fig. 12c). Consequently, it
can be declared that MG molecules sorbed on/in the membrane
capsules owing to the presence of both surface adsorption and
boundary layer adsorption or intra-particle diffusion. Finally, the
liquid lm diffusionmechanismwas also used and its straight line
did not pass through the origin, but showed proximity to the
origin. This might be due to the rapid mixing of batch experi-
ments, which can give rise to a discrepancy between the rate of
mass transfer in the initial and nal stages of the adsorption
process. Overall, based on the adsorption kinetic results and tting
of the experimental data to the second-order kinetic model, it was
demonstrated that the adsorption of MG dye on/in the BMMCs
principally happened due to an ion-exchange and/or chemisorp-
tion mechanism. Moreover, double lines in the intra-particle
diffusion kinetic model imply the presence of boundary layer
This journal is © The Royal Society of Chemistry 2019
diffusion, which might be due to the transportation of MG mole-
cules into the inner core of the BMMCs via micro-pores to macro-
pores, as formerly observed by SEM.

3.5. Adsorption isotherm studies

Adsorption isotherms were investigated to check the sorption
performance of fabricated BMMCs as well as the interaction
between the cationic MG and adsorbent/membrane capsule
surface. The ndings showed that sorption capacity increased as
the initial concentration of MG dye increased, and then reached
saturation at Co ¼ 600 mg L�1 (Fig. 12e). The saturation sorption
capacities were calculated as 500 mg g�1 for MG dye. For esti-
mating the sorption isotherm, frequently used equilibriummodels
(Langmuir isotherm, Freundlich isotherm, Temkin isotherm and
Dubinin–Radushkevich isotherm) were utilized to discuss the MG
dye interaction with BMMCs and the estimated values are listed in
Table 6. The experimental data were tted into the models and
discussed according to the values of R2 and the linearity of the
isotherms. The ndings indicated that the Langmuir isotherm
represented a better R2 (0.97) than the other isotherm models,
intimating the monolayer adsorption of MG dye on/in the BMMCs
(Fig. 12d). This means that the membrane capsule surfaces were
homogeneous and that all the active sites had the same affinity for
adsorbing MGmolecules. In addition, the values of KL for MG dye
were in the range of 0.37–0.99, suggesting that adsorption was
favorable, because the favorability of the adsorption isotherm
depends mainly on the KL value. If KL > 1, the adsorption isotherm
is unfavorable; if KL ¼ 1, the adsorption isotherm is linear; if KL ¼
0, the adsorption isotherm is irreversible; and if KL < 1, then the
adsorption isotherm is favorable. The calculated maximum
adsorption capacity by the Langmuir model was 500 mg g�1 using
a BMMC dosage of 0.02 g L�1 at pH 6.5. Overall, the evidence from
the isotherm and kinetic studies conrmed that cationic MG dye
was removed by the interaction with oppositely charged functional
groups attached on/in the BMMCs via ion-exchange and/or elec-
trostatic attractions. Furthermore, the uniform/smooth distribu-
tion of –OH and –COOH groups on/in the BMMCs played an
important role in improving the sorption capacity and removal
efficiency of MG dye.

3.6. Thermodynamic studies

In order to evaluate the type of adsorption, thermodynamic
parameters were also estimated (Table 7). The values of DG� were
negative for all temperatures, suggesting that sorption was ther-
modynamically feasible and spontaneous in nature (Fig. 12f). The
value of DG� decreased with the increase in temperature, indi-
cating a lower feasibility of adsorption at higher temperature.
From the negative value of enthalpy (DH�) we inferred that
sorption was exothermic in nature in the temperature range of
298.15–333.15 K. Further, the value of DH� (39.387 kJ mol�1) was
greater than 20.9 kJ mol�1, suggesting that adsorption of MG dye
on/in the BMMCs mainly happened due to an ion-exchange and/
or chemisorption mechanism, as formerly conrmed in the
kinetic and isotherm studies. On the other hand, the positive
value of entropy (DS�) indicates an increase in randomness/
adsorbed species degree of freedom at the solid–solution
RSC Adv., 2019, 9, 3625–3646 | 3639
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Table 6 Isotherm constants for sorption of cationic MG dye by bio-magnetic membrane capsules (BMMCs) [replication¼ 3; standard deviation:
� 3.09]a

Isotherm models Equations Parameters Values

Langmuir isotherm 1

qe
¼ 1

KLqmaxCe
þ 1

qmax

KL ¼ 1

1þ bCe

qmax (mg g�1) 500
b (L mg�1) 0.0021
KL 0.99–0.37
R2 0.97

Freundlich isotherm
log qe ¼

�
1

n

�
log Ce þ log kF

1/n 0.4199
kF (mg L�1) 1.5923
R2 0.49

Temkin isotherm
qe ¼

�
RT

BT

�
log Ce

þ
�
RT

BT

�
log KT

KT (L g�1) 107.42
BT (kJ mol�1) 138.66
R2 0.95

Dubinin–Radushkevich isotherm ln qe ¼ ln qm � b32 qm (mg L�1) 500
3 (kJ mol�1) 0.3013
b (mol2 J�2) 5.5094
R2 0.042

a Given in ESI (Text-SIV).
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interface during the process of sorption. In addition, it was also
noticed that the removal efficiency and sorption capacity
decreased with the increase in temperature (Fig. SX†). Thismight
be due to damage to the morphology/structure of the BMMCs,
which reduced vacant sites on/in the membrane capsules and/or
decreased the rate of pore diffusion. It is also conrmed by BET
analysis that the swelling nature of the non-rigid porous struc-
tures is helping to desorb the pollutants/molecules instead of
sorption due to the rupture in macro-porosity at higher temper-
ature. Hence, a higher temperature is favorable to desorb
pollutants from the membrane capsules or for desorption
processes rather than sorption.
3.7. Desorption and reusability studies

Adsorbent stability, regeneration and reusability for consecutive
treatment cycles are considered important traits to implement
proposed adsorption technology, economically and feasibly tech-
nically for real applications. Hence, initially, regeneration experi-
ments were planned to choose a suitable regeneration solution,
and its optimum volume for the removal of MG dye by BMMCs
(Fig. 13). For this purpose, rst, a 0.02 g L�1 membrane capsule
Table 7 Thermodynamic parameter values for the sorption of MG dy
[replication ¼ 3; standard deviation: � 1.49]a

Equations Temperature (K) DG�

DG
� ¼ �RT lnKD

lnKD ¼ DS
�

R
� DH

�

RT

298.15 �135
303.15 �130
313 �766
323.15 �758
333.15 �386

a Given in ESI (Text-SIV).

3640 | RSC Adv., 2019, 9, 3625–3646
dose was added into 40 mL of MG dye solution (25 mg L�1) for
sorption of MG molecules, and then aer approaching equilib-
rium, these BMMCs were separated from solution, and added into
different kinds of regeneration solution in order to achieve
maximum replenishment using minimum cost and energy. The
ndings of these experiments are given in ESI (Fig. SIV–IX†). In
short, basic (NaOH), salty (NaCl), acidic (HCl and EDTA), water/
H2O and organic solvent (methanol) solutions were employed to
desorb MG molecules and to retrieve the membrane capsules. In
the rst phase, an acidic environment was selected, such as the
HCl selected by many other researchers. The results indicated that
desorption efficiency decreased from 35 to 10% as the concen-
tration of HCl increased from 25 to 100%.

Despite this fact, HCl had protons (H+) to exchange with
adsorbed cationic MG ions (Fig. 13). However, interestingly, it
was noticed that rstly the color of the bio-magnetic membrane
capsules changed from brown/chocolate to white by increasing
HCl concentration from 5 to 30% (Fig. SIII†). This might be due
to the leaching of encapsulated PMNPs from the membrane,
indicating that the prepared BMMCs could not survive in
a more acidic environment. Thereaer, the membrane capsules
disappeared from solution by further increasing the
e by bio-magnetic membrane capsules at different temperatures (K)

(kJ mol�1) DH� (kJ mol�1)
DS�

(kJ mol�1 K�1)

63.56 �39.387 37.076
69.43
9.33
8.07
5.72

This journal is © The Royal Society of Chemistry 2019

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c8ra09275c


Fig. 13 Effect of different concentrations of desorption solutions on the desorption efficiency of malachite green (MG) dye (adsorbents dosage
¼ 0.02 g L�1, MG initial concentration (Co) ¼ 25 mg L�1; replication ¼ 3; standard deviation: � 4.67).
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concentration of HCl from 30 to 100%, conrming the complete
loss of stability and morphology at higher pH (Fig. SIII†). In the
second phase, in the basic conditions, it was noticed that the
desorption efficiency was improved to 80% by increasing NaCl
from 0.1 to 3 M. This might be due the replacement of Na+ with
cationic MG and/or the presence of a higher affinity of –OH and
–COOH, to replace cationic MG with Na+ via an ion-exchange
process (Fig. 13). However, complete regeneration was not
achieved due to the occurrence of a ‘salting-out effect’, because
the solubility of the dyes oen deteriorated with increasing salt
concentration in the aqueous environment.32 It is also sug-
gested that some other forces (hydrophobic interactions) along
with electrostatic interactions and ion-exchange might
complicate the interactions between MG ions and membrane
capsules. Hence, in the third phase, it was supposed that an
organic solvent (methanol) could destroy these additional
forces, but it seemed ineffective in desorbing MG ions
completely from the membrane capsules, indicating the co-
presence of other forces (hydrogen bonding, ion-exchange,
and strong bonding between cationic MG and hydrophilic
functional groups) along with the hydrophobic interactions.
More or less similar results were found using basic solution
(NaOH). In the next phase, a combination of organic solvent
and salt was employed to disconnect these forces (Fig. 13),
which indicated that a combination was good for desorbing up
to 96% of MG ions from membrane capsules. However,
complete desorption was not achieved due to the co-presence of
other forces (hydrogen bonding, and p–p interaction/stacking-
like polar–p interactions and aromatic–aromatic interactions/p
stacking) along-with ion-exchange, electrostatic and hydro-
phobic interactions. At this stage, there were hints found by
applying various types of regeneration solution that the
adsorption of MG dye on/in the bio-magnetic membrane
capsules might be due to the combination of ve types of
interactions: i.e., ion-exchange, electrostatic interaction,
hydrogen bonding, hydrophobic interaction, p–p interaction/
stacking-like polar–p interactions and aromatic–aromatic
This journal is © The Royal Society of Chemistry 2019
interactions/p stacking. In addition, the prepared BMMCs have
a 3D honeycomb like structure, which has an outer surface and
inner/core area, where hydrophilic functional groups, active
and negatively charged sites are disturbed randomly on/in the
membrane capsules (Fig. 13).

Consequently, they are creating other interactions automati-
cally like hydrogen bonding, hydrophobic interaction and p–p

interaction/stacking like polar–p interactions and aromatic–
aromatic interactions/p stacking, that are developing a strong
bonding between cationic MG and adsorbents/membrane
capsules, which are making it difficult to desorb MG dye from
adsorbents/membrane capsules. On the other hand, MG dye has
N+ at only one of its terminal ends along with two methyl groups.
Whereas, there are three aromatic rings, and one of these is
connected to a nitrogen atom with two methyl groups. This
means that the positive charge is not uniformly distributed over
the MGmolecule. So, only one terminal end which has a cationic
N+ side contributed to electrostatic interactions, while for the rest
of the sides, the organic portion assisted the hydrophobic inter-
action and benzene rings/aromatic rings aided the hydrogen
bonding, and p–p interaction/stacking-like polar–p interactions
and aromatic–aromatic interactions/p stacking.

In the next phase, by keeping in mind all these interactions,
a strong regeneration solution such as EDTA was selected, as
recommended by other researchers (Fig. 13). The ndings
showed that EDTA had an excellent desorption performance
over all the other employed solutions and showed 98% MG
desorption efficiency with a 1.5 M EDTA solution, while 92%
was achieved by applying 0.5 M EDTA, indicating that EDTA had
excellent characteristics for disengaging all these interactions
due to the presence of two amines and four –COO�, which can
replace four cationic MG sorbed on/in the membrane capsule
with four –COO� sides. Meanwhile, it was also observed that the
structure of membrane capsule was signicantly damaged
because of chelation, which sequestered Ca2+ and metal
complexes by bonding with ETDA (Fig. 13). In fact, this
phenomenon has destroyed the morphology of the membrane
RSC Adv., 2019, 9, 3625–3646 | 3641
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Fig. 15 Study of the stability and reusability of BMMCs for consecutive
sorption–desorption cycles ofmalachite green (MG) dye (15mL of water as
regeneration solution; adsorbent dosage ¼ 0.02 g L�1, MG initial concen-
tration (Co) ¼ 25 mg L�1; replication ¼ 3; standard deviation: � 3.18).
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capsules, despite offering the greatest desorption efficiency.
Finally, from an economic point of view, water was selected to
desorb cationic MG from BMMCs and interestingly, >90%
desorption efficiency was achieved by increasing the volume of
water from 10 to 50 mL, indicating that the prepared BMMCs
had a strong affinity to replace H+ from solution due to the
hydrophilic functional groups (–O�/–COO�) via an ion-
exchange mechanism.3 Hence, water was selected as environ-
mentally friendly and cost-effective regeneration solution to
desorb cationic MG from BMMCs.

Further, the feed-to-regeneration ratio (v/v) was also elevated
to attain a more economical and feasible ratio of regeneration
solution to adsorbent (Fig. 14). It was noticed that initially the
desorption efficiency was almost constant from 1 to 2.7, and
then reduced gradually by further boosting the feed-to-
regeneration ratio from 2.7 to 8. Based on the results, about
90% desorption efficiency was achieved at a 2.7 feed-to-
regeneration ratio. Hence, this ratio (2.7) was selected as an
optimum feed-to regeneration ratio for further studies to keep
the membrane capsule technology sustainable and feasible.

Finally, the sorption-desorption of MG dye was investigated
for ten consecutive treatment cycles by keeping the optimum
feed-to-regeneration ratio (2.7) using a dosage 0.02 g L�1 of
membrane capsules (Fig. 15). The ndings indicated that the
prepared BMMCs maintained their performance for up to four
consecutive treatment cycles with continuing removal efficiency >
80%, and then gradually reduced to 29%. Each time the
membrane capsules were separated by amagnet and regenerated
using 15 mL of fresh water. Since the desorption efficiency was
not 100%, it can be supposed that a segment of sorbed MG dye
remained on/inside the membrane capsules owing to the pres-
ence of other forces (hydrogen bonding, hydrophobic interaction
and p–p interaction/stacking), which might be not collapsed by
water. Moreover, during the rst four treatment cycles, no
leakage of PMNPs was discovered, suggesting the smooth
encapsulation of PMNPs into the membrane capsules via strong
hydrogen bonding. On the other hand, aer four cycles, the
reusability reduced, which might be due to the demolition of the
membrane capsule structure due to the dissolution of PMNPs or
lack of the availability of active sites on/in themembrane capsule,
Fig. 14 Effect of different feed-to-regeneration ratios (v/v) on the
desorption efficiency of malachite green (MG) dye (water as regen-
eration solution; adsorbent dosage ¼ 0.02 g L�1, MG initial concen-
tration (Co) ¼ 25 mg L�1; replication ¼ 3; standard deviation: � 1.59).

3642 | RSC Adv., 2019, 9, 3625–3646
because a segment of the sorbed MG dye remained on/inside the
membrane capsule due to the presence of micro or macro pores/
voids. Similarly, Yue et al.16 prepared novel cellulose nanober-
reinforced sodium alginate-polyvinyl alcohol hydrogels for the
removal of cationic MB dye from textile wastewater and reported
that the developed adsorbent could be regenerated by using fresh
water and itmaintained sorption–desorption efficiency up to four
consecutive treatment cycles. However, in our case, the reus-
ability potential of the prepared adsorbent can be enhanced by
changing the regeneration solution. As Fig. 13 depicts, the
prepared adsorbent showed maximum regeneration potential,
when EDTA solution was employed, while, from the economic
point of view, in the present study, fresh water was used to
regenerate prepared capsules to make the treatment process
cheap and affordable to developing countries. Research on the
changes in morphology and structure of the prepared BMMCs is
underway and will be discussed in the next report. Overall, the
fabricated BMMCs can be re-used for up to four consecutive
treatment cycles by keeping the removal efficiency above 80%.
According to the mass balance approach, on average, an amount
of 100 mL of treated water can be obtained from 160mL of textile
wastewater that contains cationic pollutants/MG dye just by
using a dosage of 0.02 g L�1 adsorbent/membrane capsules.
3.8. Adsorption mechanism/proposed removal mechanism

The ndings from the isotherm, kinetics, thermodynamic, regen-
eration and reusability examinations were further conrmed by
utilizing FTIR and EDX analyses to investigate the probable
adsorption mechanism of cationic MG toxic dye by BMMCs. The
FTIR spectrum was obtained aer the sorption of MG dye and
compared with the spectrum of BMMCs (Fig. 16). The results
showed that the stretching vibrations of hydroxyl/–O� functional
groups (at around 3600–3300 cm�1) and carboxyl/–COO� (at
around 1500–1300 cm�1) were affected and extended inward,
suggesting the sorption of cationic MG on/in the BMMCs via
electrostatic interaction and/or an ion-exchange mechanism
([Dye]–2R–HN+—�Oand [Dye]–2R–HN+—�OOC). Furthermore, the
stretching vibrations of C–H (–CH3/–CH2) at around 3191–
2898 cm�1 were also affected, suggesting the sorption of cationic
MG on/in the BMMCs. Thismight also be due to the co-presence of
This journal is © The Royal Society of Chemistry 2019
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Fig. 16 Fourier transform infrared (FTIR) spectrum of bio-magnetic
membrane capsules (BMMCs) (a) before and (b) after the sorption of
cationic malachite green (MG) dye.
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other interactions: i.e. hydrophobic interactions (between CH3 and
CH3 groups attached on the MG molecules), hydrogen bonding
(between the nitrogen atom attached on the MG molecules and
–OH functional groups attached on in the membrane capsule) and
p–p interaction/stacking, e.g. polar–p interactions (between
benzene rings attached on the MG molecules and –OH functional
groups attached on/in the membrane capsule) and aromatic–
aromatic interactions/p stacking (among benzene rings attached
on theMGmolecules). In addition, an absorption peak at 489 cm�1

(for Fe–O) did not have an inuence, suggesting good stability/
smooth encapsulation/presence of PMNPs on/in the BMMCs
(Fig. 16a and b). Overall, the FTIR results indicated the adsorption
of cationic MG molecules via the attachment of cationic MG ions
via –O� and –COO� functional groups on/in the BMMCs.
Fig. 17 Proposed adsorptive removal mechanism of cationic malachite
a real pictorial representation of fabricated BMMCs, (b) SEM images of BM
after the sorption of cationic MG dye, and (d) a real pictorial representatio
of cationic MG dye for a better understanding.

This journal is © The Royal Society of Chemistry 2019
Therefore, based on the evidence obtained from isotherm,
kinetics, thermodynamic, regeneration, reusability, FTIR and EDX
studies along with the fact that MG dye and hydrophilic functional
groups attached on/in the BMMCs are oppositely charged, indi-
cated that electrostatic interactions/ion-exchange might be the
leading adsorptive mechanism of cationic MG dye removal by
BMMCs. In addition, the prepared BMMCs had a 3D honeycomb-
like structure, which had outer surface and inner core areas, where
hydrophilic functional groups, vacant, active, and negatively
charged sites were disturbed randomly on/inside the membrane
capsules (Fig. 17). Therefore, the attachment of MGmolecules was
also disturbed randomly. Consequently, they created other inter-
actions automatically, to develop a strong bonding between
cationic MG and adsorbent/membrane capsule (Fig. 17). For
example, initially cationic MG molecules interacted with the
external surface/vacant sites via lm diffusion, and then the rest of
the cationic MG ions were transported/entered into or inside the
solid phase or cores via intra-particle diffusion by creating a ow
network owing to the presence of a micro-porous shell to macro-
porous core structure/channel, and meantime interacted with
vacant sites through electrostatic interactions, hydrogen bonding,
hydrophobic interaction and p–p interaction/stacking-like polar–
p interactions and aromatic–aromatic interactions/p stacking. For
instance, in aqueous solution the MG dye molecule ionized as:

[Dye]–2R–HNCl / [Dye]–2R–HN+ + Cl�

where R ¼ CH3.
These protonated or ionized MG molecules then interacted

with negatively charged hydrophilic functional groups of BMMCs
via an electrostatic interaction/ion-exchange mechanism. A
possible interaction can be expressed in the following way:
green (MG) dye by bio-magnetic membrane capsules (BMMCs) and (a)
MCs, (c) real pictorial representation of the outer surface of the BMMCs
n of the cross-sectional/inner surface of the BMMCs after the sorption

RSC Adv., 2019, 9, 3625–3646 | 3643
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Table 8 Comparison of bio-magnetic membrane capsules (BMMCs) with other reported sorbents for the removal of cationic malachite green
(MG) dyea

Cationic dye Sorbent qe (mg g�1) Reference

MG Chitosan ionic liquid beads 8.07 33
MG Carboxylate group functionalized multi-walled carbon nanotubes 11.73 34
MG Pomegranate peel 31.45 35
MG Wood apple shell (WAS) 34.56 36
MG Activated carbon derived from Borassus aethiopum owers 48.48 37
MG CoFe2O4–SiO2 75.50 23
MG 3-MPA@PMNPs 81.2 3
MG Chitosan beads 93.6 38
MG Rice straw-derived char 148.7 39
MG Graphene oxide–agarose hydrogel 186.0 40
MG Organo-HAP 188.18 41
MG Almond gum 196.07 42
MG MIL-100(Fe) 205.0 43
MG CNF aerogel 212.7 44
MG Reduced graphene oxide–agarose hydrogel 242.0 45
MG Zr-MOFs (UiO-67) 357.3 46
MG Reduced graphene oxide–hematite (a-Fe2O3) 438.8 47
MG Acetylated and dicarboxylated hemicellulosic (ASDCH) 456.23 48
MG Reduced graphene oxide (rGO) 476.2 49
MG Bio-magnetic membrane capsules (BMMCs) 500 Present study
MG Magnetic b-cyclodextrin–graphene oxide nanocomposites (Fe3O4/b-CD/GO) 740.7 50
MG Nickel nanoparticles encapsulated in porous carbon and carbon nanotube

hybrids
898 51

MG Calcium-rich biochar (CRB) 12 502 52

a qe: sorption capacity (mg g�1).
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[Dye]–2R–HN+ + [BMMC]–OH / [Dye]–2R–HN+—�O–

[BMMC] + H+

and

[Dye]–2R–HN+ + [BMMC]–COOH / [Dye]–2R–

HN+—�OOC–[BMMC] + H+
Fig. 18 Proposed conceptual treatment model using bio-magnetic mem
wastewater containing cationic toxic dyes and heavy metal ions.

3644 | RSC Adv., 2019, 9, 3625–3646
3.9. Comparison of BMMCs with other sorbents and
proposed BMMC based wastewater treatment model

Finally, compared to other sorbents and/or composites for the
removal of cationic MG dye from wastewater, it is obvious that
different kinds of adsorbents indicate different characteristics,
but it was found that our BMMCs prepared by the encapsulation
of green PMNPs had comparatively superior adsorptive perfor-
mance in terms of adsorptive capacity and removal towards
brane capsules (BMMCs) based on zero-effluent discharge for water/

This journal is © The Royal Society of Chemistry 2019
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cationic MG toxic dye along with offering capsule regeneration
just by using water and better reusability for up to four
consecutive treatment cycles (Table 8). Moreover, an eco-
friendly fabrication, wide operable pH range (3–12), rapid and
easy magnetic separation from nal effluents just by applying
a simple hand-held magnet makes BMMCs an attractive
candidate/3D composite magnetic sorbent for the treatment of
wastewater containing cationic pollutants. It was also antici-
pated that the fabricated BMMCs could provide broad appli-
cations in the elds of green chemistry and environmental
engineering. Importantly, this encapsulation technique will
assist in resolving PMNP oxidation problems, and the genera-
tion of secondary pollution can be controlled along with
improving PMNP adsorptive performance and stability for long-
term applications. Therefore, inspired by the results obtained
from this study, a model of BMMCs based on zero-effluent
discharge was consequently proposed (Fig. 18).

4. Conclusions

In the present work, novel bio-magnetic membrane capsules
(BMMCs) were successfully prepared to control the disintegra-
tion of phytogenic magnetic nanoparticles (PMNPs) for the
adsorptive removal of cationic toxic MG dye from water. The
fabrication, morphology, surface properties and magnetic
measurements were inspected via FTIR, powder XRD, SEM,
EDX, XPS, VSM and BET techniques. The following are the key
ndings of the present work:

� PMNPs were smoothly encapsulated into a PVA–SA matrix
via intra/inter-molecular hydrogen bonding, which signicantly
improved the stability against oxidation/disintegration in an
aqueous environment.

� SEM analysis indicated that the prepared BMMCs had
a micro-porous surface and a macro-porous core morphology.

� Batch adsorption experiments indicated that the prepared
BMMCs had an excellent adsorption capacity of up to 500 mg
g�1 against MG under optimized operating conditions (pH 6.5;
temp: 25 �C; contact time: 24 h, agitation speed: 100 rpm; and
adsorbent dosage: 0.02 g L�1), due to the presence of a large
amount of hydrophilic functional groups.

� Moreover, the adsorption isotherm, kinetic, thermody-
namic and FTIR results indicated that MG dye is mainly
removed via electrostatic interactions and ion-exchange mech-
anisms, while the regeneration results indicated that some
other co-present forces (i.e. hydrogen bonding, hydrophobic
interaction and p–p interaction/stacking-like polar–p interac-
tions and aromatic–aromatic interactions/p stacking) were also
involved.

� In addition, the prepared BMMCs can be reused for at least
four (4) consecutive treatment cycles just by washing with water
without apparent leaching leakage of PMNPs/Fe0, and can be
easily separated from aqueous solution within 10 s just by using
a hand-held magnet, due to their superparamagnetic behavior.

Altogether, the fabricated BMMCs indicated a high adsorp-
tive capacity and stability compared to naked/bare PMNPs,
which emphasizes the brilliant potential for their practical
application in water/wastewater treatment.
This journal is © The Royal Society of Chemistry 2019
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