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of near-infrared fluorescent
Pdots for tumor targeting: aggregation-induced
emission versus anti-aggregation-caused
quenching†

Wei-Kai Tsai,‡a Chun-I. Wang, ‡b Chia-Hsien Liao,a Chun-Nien Yao,b

Tsai-Jhen Kuo,a Ming-Ho Liu,a Chao-Ping Hsu,c Shu-Yi Lin,b Chang-Yi Wu,d

Joseph R. Pyle,e Jixin Chen e and Yang-Hsiang Chan *f

Semiconducting polymer dots (Pdots) have recently emerged as a new type of ultrabright fluorescent probe

that has been proved to be very useful for biomedical imaging. However, Pdots often suffer from serious

fluorescence aggregation-caused quenching (ACQ) especially for near-infrared (NIR) fluorescent Pdots.

This article compared two strategies to overcome the ACQ effect in near-infrared emissive Pdot

systems: aggregation-induced emission (AIE) and anti-aggregation-caused quenching (anti-ACQ). The

results show that the anti-ACQ platform outperforms the AIE system. The fluorescence quantum yield of

anti-ACQ-based Pdots can be over 50% and the average per-particle brightness of the Pdots is about 5

times higher than that of the commercially available quantum dots. To help understand why the

monomer conformations could greatly affect the optical properties of Pdots, molecular dynamics

simulations were performed for the first time in such complicated Pdot systems. To demonstrate

applications for in vivo fluorescence imaging, both microangiography imaging on living zebrafish

embryos and specific tumor targeting on mice were performed. We anticipate that these studies will

pave the way for the design of new highly fluorescent Pdot systems.
Introduction

In vivo biomedical uorescence imaging has been extensively
used to study physiological and pathological models of human
diseases, with advantages of its real-time/wide-eld acquisition
ability, exceptional spatial resolution, and non-invasive visual-
ization. Over the past years, uorescence imaging has been
successfully translated into a clinical imaging modality due to
its exciting advances in the development of uorescence-guided
surgery systems in human patients, including the uorescence-
assisted resection and exploration (FLARE) imaging system and
Yat-sen University, 70 Lien Hai Road,

anomedicine, National Health Research

35053

ipei, Taiwan 115

Sun Yat-sen University, 70 Lien Hai Road,

hio University, Athens, Ohio 45701, USA

Chiao Tung University, Hsinchu, Taiwan

(ESI) available: Experimental section,
ion as noted in the text. See DOI:

s work.
commercialized SurgVision platform.1–4 Despite the fast-
growing progress in in vivo uorescence imaging, traditional
excitation wavelengths in the visible region (400–700 nm) have
hindered its clinical use due to the signicant photon attenua-
tion by endogenous molecules.5,6 Compared with the visible light
spectrum, the near-infrared (NIR) window (700–1700 nm) can
travel several millimetres to centimeters in most mammalian
tissues due to less light scattering/absorption, and reduced
interference from tissue autouorescence. However, the currently
FDA-approved NIR uorophores still have major limitations. For
example, indocyanine green and methylene blue have no specic
targeting ability to specic tissues and their net charges on the
chemical structures oen cause non-specic adsorption to
proteins. Therefore, an increasing amount of research has been
devoted to the development of functional NIR uorescent agents
including nanoparticle-based probes.7–15

Recently, semiconducting polymer dots (Pdots) have
emerged as a new type of organic uorescent nanoparticle with
extraordinary uorescence brightness, high photostability,
large Stokes shi, and enhanced energy-transfer properties.16–28

As compared to other nanoparticle-based uorescent probes
such as dye-doped polymeric nanoparticles or semiconductor
quantum dots, the advantages of Pdots include facile surface
functionalization, excellent biocompatibility (surfactant free
This journal is © The Royal Society of Chemistry 2019
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and no leaching issue of heavy metal elements), and superior
absorption cross-sections, making them extremely suitable for
biological and medical applications.26,29–41 Despite the many
advantages, the exploitation of NIR-emitting Pdots for in vivo
bioimaging has been hampered by their low uorescence
quantum yields due to the serious uorescence aggregation-
caused quenching (ACQ) in Pdot form.42,43 Chiu's and our
groups have focused on ameliorating the ACQ effect by either
reducing the molar concentrations of NIR monomers or intro-
ducing steric hindrance on the polymer backbones.44–47 While
the low molar concentration of NIR units compromises the
photostability of the resulting Pdots,47 the incorporation of
bulky p-bridges into the polymer backbones45,47 or the design of
hyperbranched/dendronized architectures on the polymers44,46

in an effort to suppress self-quenching remains the main
strategy to obtain NIR uorescent Pdots with both high
brightness and good photostability.

Almost all of the aforementioned studies employed light-
harvesting uorene segments as the energy donor in semi-
conducting polymers but the absorption of polyuorene
(350–400 nm) in the ultraviolet region is less friendly for bio-
logical imaging. In our previous studies, we have used uorene
as a bridge extender rather than an energy donor and at the same
time tailored uorene with carboxyl groups on its side chains for
specic cellular labeling.47 In this scenario, however, uorene
simply serves as the polymer linker and functional group but
barely contributes to steric hindrance. Herein, we designed and
synthesized two donor-type monomers with opposite charac-
teristics, a tetraphenylethene (TPE)-based aggregation induced
emission (AIE)-active uorogen and a rigid three-dimensional
pentiptycene (Pttc)-based moiety; and then compared their
optical performance with the uorene counterparts. We further
performedmolecular dynamics simulations on our Pdot systems
and then compared them with our experimental results.
Scheme 1 Schematic showing (A) the chemical structures of three
NIR semiconducting polymers with different donors and (B) their
synthetic routes.
Results and discussion

Our aim was to tackle the commonly encountered ACQ problem
of Pdots, especially for NIR-uorescent Pdots due to the rigid
and at scaffolds of NIR semiconducting polymers. We would
like to obtain NIR-emitting Pdots with high uorescence
quantum yields by altering the chemical conformations of the
donors (i.e. bridge extenders in this work) to circumvent p–p
stacking as shown in Scheme 1. We also conducted theoretical
calculations of these molecules to understand how the donors
affect the optical properties of the resulting Pdots. Their bio-
logical applications including in vitro specic cellular imaging
and in vivo tumor targeting were also demonstrated.
Design and synthesis of narrow-band and NIR uorescent
Pdots with different donors

The general synthetic procedures for the monomers and poly-
mers are described in Scheme 1. Herein, we selected BODIPY as
our acceptor because of its narrow-band and NIR uorescence
properties, while the monomer TFQ served as our p-bridge
owing to the substantial spectral overlap between the TFQ
This journal is © The Royal Society of Chemistry 2019
emission (�660 nm) and the BODIPY absorption (�700 nm) for
efficient energy transfer.45,48 For the choice of donors, uorene
served as the control because it is most commonly used in Pdot-
based systems. AIE-active TPE and sterically bulky three-
dimensional Pttc donors were synthesized to compare with
uorene. The three donors (i.e., uorene, TPE, and Pttc) were
synthesized according to previously reported studies with
modied procedures,42,49–53 while the p-bridge (TFQ) and the
NIR acceptor (BODIPY) were synthesized based on our reported
methods.45,47 Finally, monomers were polymerized through
palladium-catalyzed Suzuki or Sonogashira coupling, yielding
three NIR uorescent semiconducting polymers, PF-TFQ-
BODIPY, TEP-TFQ-BODIPY, and Pttc-TFQ-BODIPY.
Preparation and characterization of Pdots

The preparation of Pdots and the subsequent surface func-
tionalization for bioconjugation are illustrated in Fig. 1A. We
Chem. Sci., 2019, 10, 198–207 | 199
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Fig. 1 (A) Schematic illustration of the preparation of carboxyl-func-
tionalized Pdots through nanoprecipitation and subsequent
bioconjugation for in vitro specific cellular imaging and in vivo tumor
targeting. (B) Absorption spectra of PF-TFQ-BODIPY Pdots (solid
green line), TPE-TFQ-BODIPY Pdots (solid blue line), and Pttc-TFQ-
BODIPY (solid red line) in water. Their corresponding emission spectra
are shown with dashed lines. The insets in the bottom-left and upper-
right corners show the photographs of the Pdot solutions (from left to
right: PF-TFQ-BODIPY, TPE-TFQ-BODIPY, and Pttc-TFQ-BODIPY
Pdots in sequence) under daylight and under UV light illumination,
respectively. (C) Hydrodynamic diameters of Pttc-TFQ-BODIPY Pdots
measured by dynamic light scattering. The inset shows the trans-
mission electron microscopy image of Pttc-TFQ-BODIPY Pdots. Scale
bar is 100 nm.

Table 1 Summary of the optical properties of the Pdots in water

Copolymers labsmax
a (nm) lemmax

b (nm) Size (nm) Fc (%) sd (ns)

PF-TFQ-BODIPY 380, 512 724 27 7 1.42
TPE-TFQ-BODIPY 365, 493 725 28 37 1.53
Pttc-TFQ-BODIPY 361, 490 724 28 51 1.53

a Absorption maximum. b Fluorescence maximum. c Fluorescence
quantum yield (700–800 nm). d Fluorescence lifetime.
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functionalized the surface of the Pdots with streptavidin or folic
acid via an EDC-catalyzed reaction for specic cellular imaging
and in vivo tumor targeting, respectively (vide infra). The
absorption (solid lines) and emission (dashed lines) spectra of
the three Pdots with different types of donors are shown in
Fig. 1B. The absorption peaks at 320–430 nm and 450–610 nm
derive from uorene/TPE/Pttc moieties and TFQ segments,
respectively. The insets at the bottom-le and upper-right
corners of Fig. 1B represent the photographs of aqueous Pdot
solutions under ambient light and 365 nm UV light, respectively
(from le to right: PF-TFQ-BODIPY, TPE-TFQ-BODIPY, and Pttc-
TFQ-BODIPY Pdots). We found that the absorption of PF-TFQ-
BODIPY Pdots exhibited a redshi at both peaks as compared
to the other two Pdots, which could be attributed to the strong
electron-donating ability and/or the high aggregation tendency
of uorene units. For the emission spectra, we found that the
uorescence of the TFQ spacer (ca. 580–650 nm) could be effi-
ciently quenched by BODIPY for all of the three Pdots except for
a slight emission shoulder observed at �610 nm for Pttc-TFQ-
BODIPY Pdots. Because the energy transfer from TFQ to BOD-
IPY can be ascribed to both Förster resonance energy transfer
(FRET) and Dexter electron transfer, we speculate that the
incomplete uorescence quenching of TFQ might be attributed
to the bulky and rigid scaffold of Pttc that leads to larger
separation between bridges and acceptors. We also performed
molecular dynamics simulations on these Pdots to validate our
assumption (vide infra). The average hydrodynamic diameters
of the Pdots were determined by dynamic light scattering
200 | Chem. Sci., 2019, 10, 198–207
(Fig. 1C, Pttc-TFQ-BODIPY as an example) and are summarized
in Table 1, in which the average hydrodynamic sizes of the Pdots
ranged from 27 to 28 nm in diameter. We also summarized the
photophysical properties of the three Pdots in Table 1.
Photophysical properties of the Pdots

We are surprised to nd out that the uorescence quantum
yields of PF-TFQ-BODIPY, TPE-TFQ-BODIPY, and Pttc-TFQ-
BODIPY Pdots were measured to be 7, 37, and 51%, respec-
tively. The most commonly used donor in Pdot systems,
uorene, appears to have the lowest uorescence quantum
yield, probably due to its easy aggregation characteristic arising
from its planar structure. On the other hand, TPE-and Pttc-
based Pdots have much higher uorescence quantum yields
as compared to PF-based Pdots. TPE is a well-known AIE
luminogen with non-planar, twisted, and rigid conformations.54

The AIE process of TPE is activated by the restriction of intra-
molecular rotation that blocks the non-radiative decay channel
and opens up the radiative pathway.55,56 Therefore, the increase
in the uorescence quantum yield of TPE-based Pdots might be
responsible for the turn-on emission upon aggregate formation.
In contrast, Pttc-based Pdots could effectively resist the p–p

stacking interaction of conjugated polymers due to the bulky
three-dimensional pentiptycene moieties, which successfully
overcame the ACQ issue. It is interesting to nd out that the
anti-ACQ unit (i.e., Pttc) outperforms the AIE-active one (i.e.,
TPE) in the Pdot system. We further examined the phenomena
of ACQ (i.e., PF), AIE (i.e., TPE), and anti-ACQ (i.e., Pttc) by
controlling their extent of aggregation.

The three conjugated polymers are very soluble in tetrahy-
drofuran (THF) but completely insoluble in water. We rst
dissolved these polymers in pure THF separately and then
added different amounts of water into the THF solutions. The
results are shown in Fig. 2A–C, in which their uorescence
intensities responded distinctly to different volumetric frac-
tions of water. We clearly observe that the uorescence from
TFQ (�620 nm) decreases gradually as the water fraction
increases, accompanied by the increase in the emission of
BODIPY (�724 nm) for all three polymers. This phenomenon
can be explained by the hydrophobic effect of the semi-
conducting polymers, leading to the formation of polymer
aggregates and thereby resulting in energy/electron transfer
from TFQ to BODIPY. From Fig. 2D, the emission intensity of
BODIPY for PF-TFQ-BODIPY increases initially as the water
fraction is lower or equal to 60% but starts to decrease
This journal is © The Royal Society of Chemistry 2019
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Fig. 2 Emission spectra of the solutions or suspensions containing (A)
PF-TFQ-BODIPY, (B) TPE-TFQ-BODIPY, and (C) Pttc-TFQ-BODIPY
polymers in THF/water mixtures with different volumetric fractions of
water (fw, vol%). (D) Response of BODIPY fluorescence intensities
(�724 nm) for the three polymers in mixed solvents of THF/water
(water fraction, v/v%). Normalized absorption spectra of (E) PF-TFQ-
BODIPY, (F) TPE-TFQ-BODIPY, and (G) Pttc-TFQ-BODIPY in pure
CH2Cl2 (black lines), Pdot aqueous form (green lines), and film form
(red lines).
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drastically once the water fraction is higher than 60%. The
former part can be attributed to the aforementioned energy/
electron transfer while the latter part is dominated by the
ACQ effect. A similar, but milder, phenomenon of uorescence
increase and quenching can be seen for Pttc-TFQ-BODIPY.
Interestingly, neither initial uorescence increase nor obvious
AIE behavior is revealed for TPE-TFQ-BODIPY. We also assessed
the extent of their p–p stacking interactions by monitoring the
absorption band of TFQ under different conditions (i.e., pure
CH2Cl2, pure water, and thin lm). As displayed in Fig. 2E–G,
the absorption peak of TFQ in PF-TFQ-BODIPY exhibits
a signicant redshi from CH2Cl2 (495 nm) to pure water
solution (512 nm), and then to thin lms (519 nm), in which the
total redshi of 24 nm suggests strong intermolecular stacking
among polymers in the solid state.57–59 Modest and small
redshis of 16 nm and 14 nm are observed for TPE-TFQ-
BODIPY and Pttc-TFQ-BODIPY, respectively, indicating a lower
degree of molecular packing for both polymers in their solid
lms. To further understand the behavior of the donor from the
molecular viewpoint, we then conducted molecular dynamics
simulations for these three polymer systems.
Fig. 3 Chemical structure of (A) donor–acceptor–donor (DAD)
oligomers and (B) donor–bridge–donor–bridge (DBDB) oligomers in
molecular dynamics simulations: PF-TFQ-BODIPY (top), TPE-TFQ-
BODIPY(middle), and Pttc-TFQ-BODIPY (bottom).
Structure–performance relationship of Pdots from molecular
dynamics simulations

To gain insights into the relationship between the structures of
polymer chains and their performance in Pdots, we have con-
ducted a series of molecular dynamics (MD) simulations. The
force eld was obtained by following the recommended proce-
dure described in previously reported work (further details are
This journal is © The Royal Society of Chemistry 2019
included in Methodology and ESI† sections).60 Since the
copolymer has no determined sequence, we have simulated the
system with small model oligomers such as the donor–bridge–
donor–bridge (DBDB) and donor–acceptor–donor (DAD) model
oligomers, as shown in Fig. 3. We note that since the Suzuki
coupling connects the donor and either the bridge or acceptor,
and there is no direct linkage between the bridge and acceptor.
The simulated system contains 2500 DBDB oligomers and 50
DAD oligomers, roughly following the stoichiometry of the
donor, the bridge, and the acceptor fragments in the synthe-
sized Pdots (Scheme 1A). The structural features of the oligo-
mers were further characterized. In particular, we studied (i) the
interruption of energy transfer pathways from the donor to the
bridge or the acceptor moieties along the backbone chain, and
(ii) non-radiative quenching of BODIPY (the acceptor).

Previous experimental observations and theoretical predic-
tions have revealed that highly distorted conformations of the
backbone could lead to an interruption of energy transfer
pathways.61–65 To quantify the distorted conformations, we
calculated the distribution of torsional angles (q) of the donor–
bridge of DBDB oligomers and donor–acceptor of DAD oligo-
mers. In Fig. 4A, it is seen that the DBDB oligomers in the
PF-TFQ-BODIPY system have the largest populations with
a highly distorted conformation (q �90�) followed by TPE-TFQ-
BODIPY (q �90�). The distribution of the D–B torsional angle in
the Pttc-TFQ-BODIPY system is quite even, and it has the lowest
amount of the highly distorted conformation and the largest
population of the planar conformation. The distributions of the
torsional angle indicate that the energy transfer from a donor
fragment to an adjacent bridge fragment could occur more
easily in Pttc-TFQ-BODIPY than in the other Pdot systems. For
DAD oligomers, on the other hand, the population of the highly
distorted conformation appears to follow the trend: TPE-TFQ-
BODIPY > Pttc-TFQ-BODIPY > PF-TFQ-BODIPY as seen in
Fig. 4B. The presence of the highly distorted conformation in
either the donor–acceptor moiety or the donor–bridge moiety
Chem. Sci., 2019, 10, 198–207 | 201
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Fig. 4 Distributions of the torsional angle between (A) the donor and
bridge on the DBDB oligomers, and between (B) the donor and
acceptor on the DAD oligomers; (C) the representative planar
conformations (q �0� or �180�) and highly distorted conformation (q
�90�), where the torsional angles are marked in light blue color and
hydrogen atoms are not shown for clarity.

Fig. 5 Distributions of the geometry deformation of BODIPY (DGD): (A)
oligomer models and (B) monomer models, where the inset shows the
perfectly planar conformation and the highly deformed conformation
of the conjugated moiety of BODIPY.

Table 2 Average Geometry Deformation (DGD) of the BODIPY frag-
ment for the oligomer systems and monomer systems

Monomer Oligomer

PF-TFQ-BODIPY 18.1 � 7.0 19.6 � 6.7
TPE-TFQ-BODIPY 18.0 � 7.4 18.4 � 6.9
Pttc-TFQ-BODIPY 18.4 � 6.9 18.6 � 6.6
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would break down the energy transfer pathway. Thus, even
though the DAD oligomer in PF-TFQ-BODIPY has the least
population of the highly distorted conformation, most of the
energy transfer is interrupted on the pathway from donor to
bridge fragments due to the distorted DBDB oligomers. Simi-
larly, for TPE-TFQ-BODIPY, the interruption of energy transfer
may occur frequently in the region between the donor and
acceptor. In the case of Pttc-TFQ-BODIPY, the energy transfer
pathway would be the most effective due to the good population
in near planar geometry in both torsional angle statistics. The
relatively at distribution of the torsional angle for Pttc-TFQ-
BODIPY is due to the triple bonds connecting donor frag-
ments with acceptor or bridge fragments, as one such example
is shown in the top panel of Fig. 4C.

Another important factor affecting the uorescence
quantum yield is the competition between the non-radiative
quenching process and light-emitting process. Recently, it has
been found that a deformed BODIPY (the acceptor, emitting
fragment) promotes a non-radiative quenching process, but
a perfect planar BODIPY follows a light-emitting process.66,67 To
characterize the structural features, we dened a parameter,
DGD, for evaluating the deformation of BODIPY deviating from

a perfectly planar BODIPY, where DGD ¼
X
i

ffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffiffi�
Ri � Rplanar

i

�2
r

,

and Ri and Rplanari are the position of the ith atom on a deformed
and a perfectly planar BODIPY, respectively. The atoms used to
assess DGD only include the conjugated moiety of BODIPY as
shown in the inset of Fig. 5A. A small value of DGD indicates
202 | Chem. Sci., 2019, 10, 198–207
a planar structure, and a high value indicates a highly deformed
case. In Table 2, the average deformation parameter (DGD) in
PF-TFQ-BODIPY, TPE-TFQ-BODIPY, and Pttc-TFQ-BODIPY is
19.6 � 6.7, 18.4 � 6.9, and 18.6 � 6.6, respectively. In Fig. 5A,
a further inspection of DGD distribution shows that BODIPY in
PF-TFQ-BODIPY bears more highly deformed conformations
(DGD > 30) and fewer less-deformed conformations (DGD < 15) in
comparison with TPE-TFQ-BODIPY and Pttc-TFQ-BODIPY.
These results imply that BODIPY in PF-TFQ-BODIPY may
follow a non-radiative quenching process more easily than TPE-
TFQ-BODIPY and Pttc-TFQ-BODIPY. We have also performed
a series of calculations with monomer systems where donor,
bridge, or acceptor molecules were not linked. The averages and
distribution proles of DGD are almost the same for the three
monomer-Pdot systems (see Fig. 5B and Table 2). Our result
indicates that the deformation of acceptor BODIPY depends on
the linkage with donor molecules. And we believe that the
discrepancy between the three Pdot systems becomes more
notable with increasing polymer chain length.
This journal is © The Royal Society of Chemistry 2019
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Therefore, the high quantum yield of Pttc-TFQ-BODIPY is
likely due to easier energy transfer among fragments, and a less
deformed structure of BODIPY, while the structural characters
for PF-TFQ-BODIPY are opposite, leading to a low energy
transfer rate and high probability of quenching in BODIPY. The
structural characters in the simulations for TPE-TFQ-BODIPY
are in between. The structural features from MD simulations
allow us to understand the trend of uorescence quantum yield
for the three Pdots in Table 1.

The red-shi in absorption spectra takes place around
500 nm, which is an overlapped region for all donors, bridges
and acceptors. In Fig. 6, it is seen that the chromophore core of
PF is a planar moiety with two dangling side chains, which
allow strong p–p stacking. In contrast, Pttc is a rather bulky
3-dimensional structure, while TPE has a twisted conformation.
The steric hindrances avoid the formation of p–p stacking.
Therefore, TPE-TFQ-BODIPY and Pttc-TFQ-BODIPY systems
have a similar red-shi from the solution sate to the thin lm
state (i.e., 16 nm and 14 nm, respectively), while the PF-TFQ-
BODIPY system experiences the largest red-shi (i.e., 24 nm)
in the absorption.

With the aid of MD simulations, we are now able to elucidate
the emission data shown in Fig. 2D. For PF-TFQ-BODIPY and
Pttc-TFQ-BODIPY under good solvent conditions (0% volume
fraction of water), a polymer undergoes dynamic intramolecular
motions, such as rotation and vibration, which provides
a possible way to non-radiatively quench its excited states and
results in the absence of light-emission at 700–800 nm. As the
fraction of water is increased to 60%, it may approach the theta
condition for both systems, where the polymers behave like
ideal chains, which slows down intramolecular motions and
promotes the uorescence quantum yield to the maximum.
Fig. 6 Snapshot of the chromophore core of the oligomer pairs in (A)
PF-TFQ-BODIPY, (B) TPE-TFQ-BODIYP, and (C) Pttc-TFQ-BODIPY,
where hydrogen atoms are not shown for clarity.

Table 3 Photophysical data of BODIPY-based NIR Pdots in water comp

Fluorescent probes labsmax (nm) lemmax (nm) fwhm
e (nm) 3max

f (M

ATTO740a 740 764 43 1.20 � 1
Cy 5.5b 674 694 44 1.95 � 1
NIR7.0–2b 777 798 50 1.20 � 1
Qdot 705c 405 (473) 707 72 8.30 (3.6
PF-TFQ-BODIPY 512 (473) 723 45 1.43 (1.1
TPE-TFQ-BODIPYd 493 (473) 727 44 1.01 (0.9
Pttc-TFQ-BODIPYd 490 (473) 724 44 1.01 (0.9

a Data from the ATTO-TEC catalog. b Data from C. Bouteiller, G. Clavé
Bioconjugate Chem. 2007, 18, 1303–1317. c Data from Invitrogen (Therm
maximum. f Mean extinction coefficient. g Mean absorption cross-section

This journal is © The Royal Society of Chemistry 2019
Further increase of the water fraction leads to the so-called ACQ
effect in PF-TFQ-BODIPY. However, when Pttc-TFQ-BODIPY
begins to form aggregates, its bulky steric hindrance prevents
a strong face-to-face p–p stacking interaction, which is regar-
ded as the anti-ACQ effect.68,69 For TPE-TFQ-BODIPY, on the
other hand, the uorescence quantum yield remains at the
same level with a minor uctuation as the solvent quantity is
changed. It is worth noting that the monomer TPE has a special
property of AIE.70,71 Therefore, the moderate emission quantum
yield of TPE-TFQ-BODIPY at a high water content is under-
standable. The relatively insensitive quantum yield with water
content in solution seemingly indicates that the photophysics
of TPE is altered in the polymer such that the rotation of the free
phenyl groups may still be somewhat hindered in the solvated
polymer, leading to relatively good emission with low water
content in the solvent.
Single-particle uorescence brightness comparison

Single-particle brightness is a signicant parameter to assess
the performance of a new type of uorescent probe. In theory,
the uorescence brightness can be estimated by the product of
the uorescence quantum yield and peak absorption cross-
section. Thus, we summarized the related optical properties
of the Pdots in Table 3 and then compared them with
commonly used NIR uorescent dyes and inorganic quantum
dots. The per-particle absorption cross-sections (s) of the Pdots
were determined from the UV-visible absorbance of known Pdot
concentrations (Beer's law), while their absolute uorescence
quantum yields (F) were measured directly by using an inte-
grating sphere unit. The data shown in Table 3 indicate that the
Pdots exhibit extraordinary uorescence brightness, that is 1–4
orders of magnitude higher than that of conventional organic
NIR dyes. As compared to inorganic quantum dots, our Pdots
reveal uorescence brightness 1.5–7 times higher than that of
Qdot705 quantum dots. Among these three Pdot systems, Pttc-
TFQ-BODIPY Pdots show the highest brightness due to their
remarkable uorescence quantum yield. Besides, these Pdots
possess a very narrow emission bandwidth with a full width at
half-maximum of �44 nm, which is comparable to those of
small organic dyes. In case the probes are excited with
a conventional 473 nm laser, Pttc-TFQ-BODIPY Pdots are
ared with other water-soluble typical NIR dyes

�1 cm�1) sg (cm2) F (%) Brightnessh (s � F) (cm2)

05 4.58 � 10�16 10 4.58 � 10�17

05 7.45 � 10�16 23 1.71 � 10�16

05 4.58 � 10�16 2.5 1.15 � 10�17

0) � 106 3.17 (1.38) � 10�14 82 2.60 (1.13) � 10�14

4) � 108 5.46 (4.35) � 10�13 7 3.82 (3.05) � 10�14

5) � 108 3.86 (3.61) � 10�13 37 1.43 (1.33) � 10�13

7) � 108 3.86 (3.71) � 10�13 51 1.97 (1.89) � 10�13

, A. Bernardin, B. Chipon, M. Massoneau, P.-Y. Renard, A. Romieu.
o Fisher Scientic). d Pdots in deionized water. e Full width at half

. h Mean uorescence brightness.
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�7 times brighter than Qdot 705 quantum dots (values are
displayed inside the brackets in Table 3).

To experimentally conrm the above-mentioned values, we
performed single-particle uorescence imaging on both Pttc-
TFQ-BODIPY Pdots and Qdot 705 quantum dots. The results in
Fig. 7 reveal that the average per-particle brightness of Pttc-TFQ-
BODIPY is about 5 times higher than that of Qdot 705, in which
the intensity histograms are collected based on the analysis of
hundreds to thousands of nanoparticles for both samples. Single-
particle photobleaching trajectories (Fig. 7E) indicate that the
Pdots are photostable under laser excitation (1mW) for 150 s. For
Qdot 705, no emission could be seen aer 120 s. Moreover, Qdot
705 nanocrystals exhibit well-known uorescence intermittency
(blinking) behavior, while the Pdots emit stable and continuous
uorescence. The bright and nonblinking uorescence is of
importance for single-particle imaging applications.

Surface functionalization of the Pdots for specic cellular
labeling

We further employed the Pdots for specic cellular labeling to
demonstrate their biological uses. To endow the Pdots with
Fig. 7 Single-particle fluorescence images of (A) Pttc-TFQ-BODIPY
Pdots and (B) commercial Qdot 705 quantum dots. Their corre-
sponding (C) intensity distributions and (D) intensity histograms of
signal to noise. (E) Single-particle photobleaching trajectories of
Pttc-TFQ-BODIPY (red line) and Qdot705 (blue line) under a 473 nm
laser (1 mW). All of the images were acquired with a 473 nm laser under
the same experimental conditions.

204 | Chem. Sci., 2019, 10, 198–207
labeling ability, we rst conjugated streptavidin with carboxyl-
functionalized Pdots via 1-ethyl-3-[3-(dimethylamino)propyl]-
carbodiimide hydrochloride-(EDC)-catalyzed coupling
(Scheme 1A). Aer bioconjugation, the Pdot–streptavidin
conjugates together with biotinylated CD326 EpCAM antibodies
were incubated with MCF-7 cells, allowing the Pdots to target
the membrane proteins of MCF-7 cells. Fig. 8A shows that the
Pdots could be specically targeted onto the surfaces of MCF-7
cells in the presence of the biotinylated antibody. In contrast,
minimal nonspecic adsorption could be detected for the
negative control sample (Fig. 8B, in the absence of antibodies).
Moreover, ow cytometry measurements were executed to
further conrm the specicity of Pdot–streptavidin conjugates.
As shown in Fig. 8C, a good separation between the Pdot-labeled
cells (red line, in the presence of antibodies) and the negative
control samples (black line, in the absence of antibodies) was
clearly seen, in which the results are consistent with the images
from confocal microscopy. In addition to specic cellular
labeling, the cytotoxicity of Pdots is also an important criterion
Fig. 8 Confocal fluorescence images of MCF-7 cells labeled with
Pdot–streptavidin conjugates and the cytotoxicity along with flow
cytometry results. (A) Blue fluorescence (left panel) is from nuclear
counterstain Hoechst 34 580 and red fluorescence (middle panel) is
from Pdot–streptavidin. The right panel displays the bright-view image
overlaid with blue and red fluorescence. (B) Images of negative control
samples in which the cells were incubated with Pdot–streptavidin
conjugates but in the absence of biotinylated primary antibodies. The
scale bars are 30 mm. (C) Flow cytometry measurements of Pdot-
labeled MCF-7 cells. The black line shows the fluorescence intensity
distribution of the negative control sample in which primary biotin
anti-human CD326 EpCAM antibodies were absent. The red line
displays the result of Pdot–streptavidin labeled cells in the presence of
biotinylated antibodies. (D) The impact of the Pdots on the cell viability
after 6, 12, and 24 h of incubation time at different concentrations. The
results were determined by using MTT assays.

This journal is © The Royal Society of Chemistry 2019
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for an ideal uorescent probe. Therefore, in vitro cytotoxicity
studies were performed by using an MTT assay, as shown in
Fig. 8C. The results suggest that these Pdots have a minimal
cytotoxic effect on cells, even at a high concentration of 2 nM. It
is worth mentioning that the typical concentration of the Pdots
we use for cellular imaging is less than 1 nM, which is made
possible by their superior uorescence brightness.
Fig. 9 (A) Zebrafish microangiography by injection of Pttc-TFQ-
BODIPY Pdots into 3 days post fertilization Tg(kdrl:eGFP) zebrafish
embryos. The global view of zebrafish vessel and Pdot images is shown
in left panels (a–c), and a close view of the trunk vasculature
(intersegmental vessel, ISV) is shown in the right panels (d–f). Green
emission is from endothelial cells expressing eGFP, while red emission
is from the Pdots. Scale bars represent 600 mm in (a–c) and 20 mm in
(d–f), respectively. (B) Time-dependent in vivo bright-view overlaid
with fluorescence imaging of the mouse intravenously injected with
folate-functionalized Pdots. (C) Overlap images of fluorescence
images and bright-view images of different organs from the mice at
76 h after tail-vein injection of saline (left), bare Pdots (middle), and
folate-functionalized Pdots (right). (D) Comparison of biodistribution
of the three Pdot probes in the resected organs. Black columns: saline
treated mouse; light blue columns: bare Pdot treated mouse; red
columns: Pdot–folate treated mouse.
In vivo microangiography imaging in zebrash and tumor
targeting in mice

We also evaluated the in vivo toxicity of the Pdots by use of the
zebrash model because zebrash embryos are great for
statistical analysis. The results shown in Fig. S2† reveal that
zebrash can grow normally in the presence of the Pdots
(2–4 nM). Both in vitro and in vivo toxicity tests demonstrate that
the Pdots are highly biocompatible and are promising for
advanced biological applications. By taking advantage of the
optically transparent properties of zebrash, we further per-
formed in vivo microangiography imaging on live zebrash by
injecting Pttc-TFQ-BODIPY Pdots into the sinus venosus of the
zebrash larva. As displayed in Fig. 9A, we found that the Pdots
(red uorescence) could distribute immediately to the vascular
systems with negligible non-specic adsorption on the blood
vessel walls (green uorescence from eGFP-expressing endo-
thelial cells).

To translate our Pdots into the mouse model for tumor tar-
geting, we rst functionalized the surface of the Pdots with folic
acid (Fig. S3†) and then injected the Pdot–folate conjugates into
the mouse via the tail vein. For the control and comparative
samples, two mice were administrated with saline and bare
Pdots (i.e., without folate modication), respectively. Whole-
body uorescence imaging of the Pdot-injected mice was per-
formed under an IVIS imaging system and then monitored for
76 h to evaluate their long-term tracking ability. As shown in
Fig. 9B, we found that the uorescence of the tumor became
apparent within 4 h, indicating the successful accumulation of
the Pdots in the tumor. Due to the merits of NIR uorescence
and the ultrahigh brightness of the Pdots, the strong uores-
cent signal from the Pdots underneath the skin can be directly
seen using the IVIS system without anatomizing the mouse,
which is critical for long-term tumor monitoring. Moreover, we
were surprised to nd out that strong uorescence could still be
visualized even aer 76 h post-injection. This phenomenon
suggests that the polyethylene glycol (PEG) units on the Pdots
can efficiently eliminate the adsorption of the Pdots on blood
proteins to prolong the blood-circulation time and thus prevent
the Pdots from rapid renal clearance and/or hepatic clearance.
The mice receiving different agents (i.e., saline, bare Pdots, and
Pdot–folate conjugates) were then euthanized to study the bio-
distribution of the Pdots in different organs. For the control
sample injected with saline, no uorescence signal could be
detected as shown in Fig. 9C. For both mice treated with bare
Pdots and Pdot–folate conjugates, the Pdots were dominantly
accumulated in the tumor, liver, and spleen. Quantitative
uorescence intensities of the Pdots in different organs were
also analyzed as shown in Fig. 9D. It clearly shows that the
This journal is © The Royal Society of Chemistry 2019
functionalization of folic acid groups on the surface of the Pdots
highly enhances the retention of Pdot probes at the tumor site.
This result can be attributed to the aid of the receptor-mediated
endocytosis of tumor cells (SKOV-3 cancer cells in this case with
overexpression of folate receptors), aside from the typical
enhanced permeability and retention effect of tumors. The
prominent uorescence of the livers in both Pdot-treated mice
is probably due to the uptake of the Pdots by the reticuloen-
dothelial system. These results demonstrate the promising
potential of Pdots as a contrast agent for uorescence-guided
surgery or other related clinical applications.
Conclusions

In summary, we have successfully synthesized narrow-band NIR
uorescent Pdots with AIE or anti-ACQ properties and then
compared their optical performance theoretically and experi-
mentally. Both results indicate that the introduction of bulky
Chem. Sci., 2019, 10, 198–207 | 205
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frameworks could efficiently suppress the ACQ effect, resulting
in an improved quantum yield of over 7 times higher than that
of the planar structure, or �1.4 times higher than that of the
AIE-based conformation. Molecular dynamics simulation
suggests that the bulky steric hindrance prevents the strong
face-to-face p–p stacking interaction of polymer backbones
inside the Pdot matrix and outperforms the inuence of AIE-
active uorogens. To demonstrate their bioconjugation ability,
in vitro specic cellular imaging as well as in vivo tumor tar-
geting in mice by using these Pdots were also realized. We
believe that these results can provide valuable information for
the future molecular design of semiconducting polymers in
Pdot or nanoparticle-related elds.
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