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Rational design of sulfur host materials to synergize the retention and catalysis of lithium polysulfides (LiPSs)

is of great significance to accomplish efficient sulfur electrochemistry for lithium–sulfur (Li–S) batteries.

Herein, we have elaborately designed Fe single atom decorated porous carbon nanofibers (FeSA-PCNF)

through electrospinning to construct self-standing and binder-free cathodes for Li–S batteries. The

unique architecture of FeSA-PCNF with interconnected fibrous networks and hierarchical porous

structures guarantees rapid charge transfer kinetics as well as abundant active interfaces for LiPS

conversions. Moreover, the highly active FeN4 moieties with surrounding graphitic N dopants embedded

in the porous carbon nanofibers ensure strong chemisorption and superior electrocatalytic conversion

towards LiPSs. As a consequence, the Li–S batteries assembled with FeSA-PCNF demonstrate superior

electrochemical performances with a high rate capability of 791 mA h g�1 at 5C and a low capacity

decay rate of 0.048% per cycle after 500 cycles at 2C. More encouragingly, a high areal capacity of

11.1 mA h cm�2 is achieved after 50 cycles with an ultrahigh sulfur loading of 17 mg cm�2 and a low

electrolyte/sulfur ratio of 5 ml mg�1. This work presents a promising strategy for rational design of self-

standing and binder-free cathodes for practically feasible and high-performance Li–S batteries.
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Introduction

The ever-increasing energy demands of modern society have
stimulated extensive exploitation of next generation high-
energy-density and long-lifespan energy storage systems.1,2

Lithium–sulfur (Li–S) batteries have been deemed as one of the
most promising candidates owing to their high theoretical
energy density (2600 W h kg�1), environmental compatibility,
and decent affordability.3,4 Nonetheless, the practical applica-
tions of Li–S batteries have been plagued by several intractable
challenges, including the insulating nature of sulfur and its
lithiation products, huge volume variation (�80%) during
cycling, the notorious shuttle effect of intermediate lithium
polysuldes (LiPSs) and their sluggish conversion kinetics,
which lead to inferior sulfur utilization and cycling stability.5,6

During the past few decades, various strategies have been
proposed to solve the above-mentioned issues.7–14 Among them,
the rational design of advanced sulfur cathodes has been
demonstrated to be an effective strategy to achieve high sulfur
utilization and boost the battery performances.15 It is worth
noting that typical sulfur cathodes are fabricated by coating the
mixture of active materials, host substrates and additives (e.g.,
carbon black and binders) onto the current collectors, in which
the inactive components usually take up a large weight
percentage of the cathodes and largely decrease the energy
density of the Li–S batteries.16 Moreover, the expansion stress
during the sulfur redox process due to the mass density differ-
ence between sulfur and Li2S can easily induce cracks or
pulverizations in such conventional cathodes, especially under
high sulfur loading conditions.14 In this regard, it is highly
desired to design self-standing sulfur cathodes with excellent
conductivity, sufficient porosity, and structural integrity to
improve Li–S electrochemistry especially under high sulfur
loading conditions. Among various promising self-standing
substrates candidates, electrospun carbon nanobers with
easily tailored structures and compositions have attracted
signicant attention.17 The unique one-dimensional nanobers
enable fast electron conduction for sulfur redox reactions.18

Moreover, high porosity inside the nanobers can be easily
achieved with the addition of pore formers, such as sacricial
polymers or metal–organic frameworks,19–21 which can not only
physically adsorb LiPSs but also buffer volume variations
during cycling for enhanced electrode integrity.18

However, the pure physical adsorption of porous carbon
nanobers toward intermediate LiPSs only affords limited
capability to suppress the shuttle effect, and the sluggish redox
kinetics of LiPSs will inevitably lead to the accumulation of
LiPSs in the electrolyte.4 Accordingly, introducing catalysts with
a strong chemisorption capacity and high electrocatalytic
activity into the carbon substrates is a promising strategy to
boost the electrochemical performances.22 Recently, single-
atom catalysts (SACs), which possess maximum atom utiliza-
tion and unique electronic properties, have demonstrated great
potential for Li–S batteries.23 Notably, most reported SACs were
prepared in the form of nanostructured powders, which were
then fabricated as hybrid sulfur cathodes via the slurry-coating
19894 | J. Mater. Chem. A, 2022, 10, 19893–19902
method by mixing with additives and binders.24–26 Such sulfur
cathodes usually demonstrated infusive electrochemical
performances mostly with a relatively low sulfur content.
Therefore, it should be a promising strategy to couple SACs with
electrospun carbon nanobers to make full use of their syner-
gistic effect for LiPS retention and catalysis of Li–S batteries
under high sulfur loading conditions, which has been rarely
reported so far.22

In this work, we have elaborately designed self-standing and
binder-free sulfur cathodes with brous skeletons and porous
structures by incorporating Fe single atoms into porous carbon
nanobers (FeSA-PCNF) to improve the electrochemical
performances of Li–S batteries. During the synthesis process,
Fe-doped zeolitic imidazolate frameworks (Fe-ZIF8) were rst
dispersed into the polymer solution followed by electro-
spinning, and then carbonized at high temperature to in situ
form FeSA-PCNF with porous ber skeleton structures. The
interconnected brous networks with hierarchical porosity in
the self-standing cathodes ensure efficient electrical charge
transfer and buffer the volume variation during cycling, which
leads to superb high-loading and rate performances of Li–S
batteries. Meanwhile, the distensible surface area affords
sufficient exposure of single Fe sites and abundant electrode/
electrolyte interfaces for enhanced electrocatalytic activity. In
addition, we also found that the N-rich polymer processor can
offer additional graphitic N surrounding the FeN4 moieties in
FeSA-PCNF during the pyrolysis process,27,28 which effectively
increases the electron density of Fe atoms and thus further
improves the activity of single Fe sites toward LiPS connement
and redox kinetics, as veried by experimental characterization
studies and theoretical calculations. As a consequence, the Li–S
batteries assembled with such self-standing and binder-free
cathodes demonstrate a superior rate capability of
791 mA h g�1 at a high current density of 5C and a low capacity
decay rate of 0.048% per cycle aer 500 cycles at 2C. More
impressively, a high areal capacity of 11.1 mA h cm�2 with an
ultrahigh sulfur loading of 17 mg cm�2 and a low electrolyte/
sulfur (E/S) ratio of 5 ml mg�1 is retained aer 50 cycles. Our
present study provides a promising strategy to construct self-
standing sulfur cathodes for practically feasible, high-capacity,
and long-lifespan Li–S batteries.

Results and discussion

The synthesis process of FeSA-PCNF is schematically depicted
in Fig. 1a and the detailed synthesis procedure can be found in
the Experimental section of the ESI†. In brief, Fe-ZIF8 nano-
crystals with a diameter of approximately 100 nm (Fig. S1†) were
rst prepared following the procedures described in a previous
work29 and then dispersed into polyacrylonitrile (PAN) and
poly(vinylpyrrolidone) (PVP) well-mixed solution for the
following electrospinning process. Subsequently, the obtained
brous membrane (Fig. S2†) was subjected to thermal pyrolysis
to derive FeSA-PCNF (Fig. S3†). Note that the spontaneously
evolved multilevel porosity originates from the evaporation of
Zn species and the decomposition of low-carbon-yield PVP
domains at elevated temperatures.22,27 Meanwhile, the isolated
This journal is © The Royal Society of Chemistry 2022
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Fig. 1 (a) Schematic illustration of the preparation process of FeSA-PCNF. (b) and (c) SEM images of FeSA-PCNF. The inset of (b) shows the
photograph of self-standing and flexible FeSA-PCNF. (d) and (e) TEM images of FeSA-PCNF. (f) HRTEM image of FeSA-PCNF. (g) Elemental
mapping images of FeSA-PCNF.
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Fe atoms coordinated with N atoms should be related to the in
situ thermal pyrolysis of ZIF8 precursors. For comparison,
porous carbon nanobers (PCNF) (Fig. S4a†) prepared by
substituting Fe-ZIF8 with bare zeolitic imidazolate frameworks
(ZIF8) and a pure carbon nanobers (CNF) (Fig. S4b†) prepared
without ZIF8 were taken as reference samples via a similar
protocol.

The morphological structures of FeSA-PCNF were charac-
terized by scanning electron microscopy (SEM) and trans-
mission electron microscopy (TEM). A 3D interconnected
exible network structure composed of randomly aligned
carbon nanobers is revealed for FeSA-PCNF (Fig. 1b and inset).
The high-magnication SEM image (Fig. 1c) further shows the
rough surface of porous carbon nanobers with a diameter of
�600 nm. A similar morphology is also observed for PCNF,
while CNF demonstrate a smoother surface texture (Fig. S4b†).
Moreover, the unique internal morphology of the nanobers
with distinct and well-distributed mesoporous and macro-
porous structures is well identied as shown in the TEM images
(Fig. 1d and e). Such porous structures can facilitate the
This journal is © The Royal Society of Chemistry 2022
exposure of single Fe sites and accommodate the huge volume
change of sulfur species during cycling. The high-resolution
TEM (HRTEM) image (Fig. 1f) manifests that FeSA-PCNF
possess graphene-like layered structures with an interplanar
distance of 3.5 Å, which assures rapid electron conductivity
along the nanobers. To corroborate the successful incorpora-
tion of Fe atoms into the nanobers, elemental mapping
characterization (Fig. 1g) was performed. The results reveal the
uniform distribution of C, N, and Fe elements in FeSA-PCNF
without any aggregation. In addition, the inductively coupled
plasma-optical emission spectroscopy (ICP-OES) result (Table
S1†) shows that the Fe content in FeSA-PCNF is 0.78 wt%.

The textural porosity of the three samples was further
measured through N2 adsorption–desorption isotherms (Fig. 2a
and S5†). FeSA-PCNF show a typical type IV isotherm, similar to
that of PCNF with a high specic surface area of 669.5 m2 g�1

and a pore volume of 0.96 cm3 g�1 (Table S2†). In contrast, CNF
without ZIF8 demonstrate a type I isotherm with a smaller
surface area of 228.9 m2 g�1 and a pore volume of 0.23 cm3 g�1

(Fig. S5 and Table S2†). The enlarged surface area is attributed
J. Mater. Chem. A, 2022, 10, 19893–19902 | 19895
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Fig. 2 (a) N2 adsorption–desorption isotherms of FeSA-PCNF. The inset shows the corresponding pore size distribution curve. (b) Raman spectra
of FeSA-PCNF, PCNF, CNF and Fe–N–C. (c) N 1s XPS of FeSA-PCNF. (d) The relative ratios of different N species in different samples. (e) Fe K-
edge XANES spectra of FeSA-PCNF, Fe2O3, and Fe foil. (f) Fe K-edge FT-EXAFS spectra of different samples. (g) Fe K-edge FT-EXAFS spectra and
the corresponding fitting curve of FeSA-PCNF. The inset shows the model of the proposed FeN4 structure. The blue, gray, red, and green balls
indicate N, C, Fe, and O atoms, respectively. (h) Wavelet transform plots of FeSA-PCNF, Fe2O3, and Fe foil.
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to the evaporation of Zn species during pyrolysis, which facili-
tates the introduction of abundant cathode/electrolyte inter-
faces for efficient sulfur redox reactions.18 Moreover, the high
pore volume is promising to accommodate high sulfur loading
and large volume variation upon cycling. The pore size distri-
bution curve (inset of Fig. 2a) indicates that FeSA-PCNF exhibit
hierarchical porous characteristics over a wide diameter range.
The micropores in FeSA-PCNF are expected to offer strong
physical connement of LiPSs for restraining the shuttle effect30

while the mesopores and macropores enable electrolyte inl-
tration and accessibility of inner single Fe sites buried under
the carbon layers,27 which can efficiently increase catalyst
utilization. Raman spectroscopy was additionally performed to
investigate the degree of graphitization of FeSA-PCNF (Fig. 2b).
19896 | J. Mater. Chem. A, 2022, 10, 19893–19902
Two prominent peaks located at 1337 cm�1 (D band) and
1587 cm�1 (G band) are observed. It has been revealed that the
graphitization degree of carbon materials is closely related to
the ID/IG ratio.18,27 To gure out the inuence of PAN and PVP
polymers on single Fe sites, Fe–N–C prepared by direct pyrolysis
of Fe-ZIF8 was also investigated. The results show that FeSA-
PCNF have the lowest ID/IG ratio compared to PCNF, CNF, and
Fe–N–C, which implies that FeSA-PCNF have the highest
graphitization degree among the measured samples. The
increased graphitization degree promises long-range and rapid
electron transportation for fast sulfur redox reactions during
cycling.18

X-ray photoelectron spectroscopy (XPS) was also utilized to
analyze the different N species in the investigated materials. As
This journal is © The Royal Society of Chemistry 2022

https://doi.org/10.1039/d2ta01936a


Paper Journal of Materials Chemistry A

Pu
bl

is
he

d 
on

 1
3 

 2
02

2.
 D

ow
nl

oa
de

d 
on

 1
2/

8/
20

25
 1

0:
31

:3
8 

PM
. 

View Article Online
shown in Fig. 2c and S6,† the N 1s XPS spectra can be decon-
voluted into four species, including pyridinic N at 398.5 eV,
graphitic N at 401.2 eV, oxidized N at 403.5 eV, and N coordi-
nated with Fe single atoms (denoted as Fe–N) at 399.5 eV. The
different N dopants are expected to facilitate strong chemi-
sorption of LiPSs by endowing the carbon substrates with polar
surfaces, which can effectively suppress the shuttle effect and
improve sulfur utilization.18,31 Comparison of the ratios of
different N species (Fig. 2d) shows that the ratio of graphitic N
in FeSA-PCNF is higher than that of PCNF, CNF, and Fe–N–C. It
is worth mentioning that the content of graphitic N could
greatly inuence the electrocatalytic activity of SACs, as reported
previously.27,28

To investigate the chemical state and coordination environ-
ment of Fe sites in FeSA-PCNF, Fe K-edge X-ray absorption near-
edge structure (XANES) and extended X-ray absorption ne
structure (EXAFS) were measured. As shown in Fig. 2e, the near-
edge absorption energy of FeSA-PCNF is close to that of Fe2O3

but higher than that of Fe foil, which implies that the Fe atoms
are positively charged. The corresponding Fourier-transformed
k2-weighted EXAFS (FT-EXAFS) spectrum of FeSA-PCNF (Fig. 2f)
only exhibits a main peak centered around 1.5 Å, which can be
ascribed to Fe–N coordination. The absence of Fe–Fe coordi-
nation corroborates that the Fe atoms are atomically dispersed
in FeSA-PCNF, which is consistent with the absence of Fe metal
peaks in the XRD result (Fig. S7†). The quantitative least-
squares FT-EXAFS tting of FeSA-PCNF was subsequently per-
formed (Fig. 2g), in which each Fe atom is coordinated by four N
atoms and one O atom (Table S3†). These results further
conrm the dominant Fe–N conguration in FeSA-PCNF. Note
that the presence of coordinated O should be related to physi-
cally absorbed oxygen as a consequence of the high activity of
single Fe atoms, as also observed in previous reports.32

Furthermore, the wavelet transform (WT) of Fe K-edge EXAFS
oscillations was performed owing to its cogent resolutions in
both k and R spaces. The WT contour plot of FeSA-PCNF only
displays one intensity maximum at 5 Å�1, which can be ascribed
to the Fe–N(O) coordination, in sharp contrast to that of Fe2O3

and Fe foil. Overall, the FT- and WT-EXAFS results clearly
elucidate the single atom status of Fe in FeSA-PCNF.

To further evaluate the adsorption and electrocatalytic
conversion capability of FeSA-PCNF for LiPSs, density func-
tional theory (DFT) calculations were performed. According to
the XPS results, graphitic N atoms are incorporated around the
FeN4 coordination structures of FeSA-PCNF. Therefore,
different graphitic N substituting structures (marked as FeN4,
FeN4–1N, and FeN4–2N) were constructed to investigate the
inuence on the electronic structure and activity of FeSA-PCNF
(Fig. S8†). For comparison, a pure N-doped carbon structure
(denoted as CN4) was also constructed and investigated. The
adsorption energies of Li2S4 and Li2S6 on different surfaces
(Fig. 3a and S9†) were calculated rst. It is obvious that the
adsorption energies of samples with single Fe sites are much
higher than that of CN4, indicating that single Fe sites can
effectively conne LiPSs. However, the adsorption energies are
slightly reduced aer doping graphitic N in the neighboring
carbon basal plane of FeSA-PCNF. Furthermore, the density of
This journal is © The Royal Society of Chemistry 2022
states (DOS) calculation results indicate that graphitic N atoms
could greatly inuence the electronic congurations of single Fe
sites of FeSA-PCNF (Fig. 3b). It can be clearly seen that the
charge density of Fe atoms near the Fermi level is greatly
enhanced, which could be related to the charge transfer from
the neighboring electron-rich graphitic N to Fe centers, leading
to the increased lling degree of d orbitals of Fe atoms.33 The
increased electron density of Fe d orbitals could slightly reduce
the binding strength toward LiPSs but still at an acceptable
level, while the electron transportation from FeSA-PCNF to
LiPSs is greatly facilitated, which in turn accelerates the redox
kinetics of LiPSs.25,34 Therefore, the electrocatalytic activity of
single Fe sites is further optimized by the introduction of
neighboring graphitic N atoms into the carbon basal plane of
FeSA-PCNF.

In order to visually verify the enhanced LiPS entrapment by
FeSA-PCNF, an adsorption experiment and UV-vis absorption
measurement were carried out (Fig. 3c). By immersing the same
amount of FeSA-PCNF, PCNF, and CNF into the Li2S6 solution
and allowing it to stand for the same time, it is shown that the
solution with FeSA-PCNF becomes almost transparent. The UV-
vis absorption spectra further show the largest reduction in
peak intensity for FeSA-PCNF, indicating the strongest LiPS
adsorption capability of FeSA-PCNF. XPS characterization was
also employed to demonstrate the strong chemical interaction
between LiPSs and FeSA-PCNF (Fig. 3d). The S 2p spectrum of
Li2S6 exhibits two pairs of peaks centered at 161.7 and 163.2 eV,
corresponding to terminal (ST

�1) and bridging (SB
0) sulfur,

respectively. Aer interacting with FeSA-PCNF, the peaks shi
largely to the high-energy direction, conrming the strong
chemical affinity of FeSA-PCNF to LiPSs.

The above evidence strongly suggests that FeSA-PCNF are
a promising candidate to both strongly conne LiPSs and
accelerate LiPS redox kinetics. Symmetric cells were assembled
with FeSA-PCNF, PCNF and CNF identical cathodes to investi-
gate the redox kinetics of LiPSs. As shown in Fig. 3e, FeSA-PCNF
demonstrate the highest redox current response at a scan rate of
10 mV s�1, indicating faster and more favorable LiPS conver-
sions. In the cyclic voltammetry (CV) curves with a scan rate of
1 mV s�1 (Fig. 3f), all cells exhibit two reduction peaks and one
oxidation peak. The reduction peaks at approximately 2.33 and
2.05 V are respectively ascribed to the reaction producing
soluble Li2Sx (4 # x # 8) from sulfur and the subsequent
reduction to Li2S2/Li2S, while the oxidation peak at 2.3 V is
assigned to the reverse reactions producing sulfur from Li2S
and Li2S2.35 It is worth noting that FeSA-PCNF exhibit a higher
reduction potential and a lower oxidation potential, indicating
a smaller polarization. Moreover, the redox peaks of FeSA-PCNF
are sharper and more compact compared to those of PCNF and
CNF, which ensure boosted electrocatalytic activity and thus an
effectively suppressed shuttle effect.

Ion diffusion is another vital parameter for LiPS redox
reactions. CV measurement at incremental scan rates from 1 to
5 mV s�1 (Fig. S10a–c†) was performed to investigate the Li-ion
diffusion behavior. The linear relationships between the
specic peak current and square root of scan rates (y0.5) for
different redox peaks are shown in Fig. 3g and S10d–f.† It is
J. Mater. Chem. A, 2022, 10, 19893–19902 | 19897
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Fig. 3 (a) Optimized binding geometric structures and adsorption energies of Li2S4 on different surfaces. (b) Fe 3d DOS profiles of FeN4, FeN4–
1N and FeN4–2N. (c) UV-vis spectra and optical images (inset) of LiPSs before and after adsorption by FeSA-PCNF, PCNF, and CNF. (d) S 2p XPS
spectra of Li2S6 and Li2S6 FeSA-PCNF. (e) CV curves of symmetric cells at a scan rate of 1mV s�1. (f) CV curves of different cathodes at 1 mV s�1. (g)
Slopes of peak currents versus the square root of scan rates for cathodes measured with scan rates ranging from 1 to 5 mV s�1. (h) EIS curves of
different host materials along with the corresponding equivalent circuits.
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apparent that FeSA-PCNF demonstrate the highest slopes of all
the cathodic and anodic peaks compared to PCNF and CNF,
conrming the fastest Li-ion diffusion rate over the entire redox
reaction process. The enhanced ion diffusivity should prot
from the preferable electrolyte inltration in the mesoporous
andmacroporous ber networks. Fig. 3h shows the Nyquist plot
of electrochemical impedance spectroscopy (EIS) for different
host materials. Detailed tting equivalent circuit modeling was
also implemented (inset of Fig. 3h). Note that Rs and Zw repre-
sent the resistance of the electrolyte and Warburg element,
19898 | J. Mater. Chem. A, 2022, 10, 19893–19902
respectively. The results demonstrate that the semicircle
diameter of the FeSA-PCNF is signicantly smaller than that of
the PCNF and CNF, indicating a lower charge transfer imped-
ance of FeSA-PCNF by introducing single Fe sites into the
porous nanobers.36,37

To demonstrate the practical advantage of FeSA-PCNF in Li–
S batteries, CR2032 coin cells were assembled directly using the
self-standing brous membrane cathodes with FeSA-PCNF and
the Li2S6-contained electrolyte as the catholyte (see details in
the Experimental section in the ESI†). The rate performances of
This journal is © The Royal Society of Chemistry 2022
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Fig. 4 (a) Rate performances of Li–S batteries assembled with FeSA-PCNF, PCNF, and CNF cathodes. (b) Galvanostatic charge–discharge
profiles of the FeSA-PCNF cathode at different rates. (c) Voltage polarization of different cathodes at different current rates. (d) Rate performance
of the FeSA-PCNF cathode at a sulfur loading of 4.3mg cm�2. (e) Cycling performances of different cathodeswith a sulfur loading of 1.7 mg cm�2

at 0.2C. (f) High loading performances with a sulfur loading of 8.5 and 17 mg cm�2 at 0.1C. (g) Comparison of the area capacity among this work
and reported sulfur cathodes. (h) Long-term cycling performance of the FeSA-PCNF cathode at 2C.
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FeSA-PCNF, PCNF, and CNF cathodes at varied current rates
from 0.2 to 5C are compared in Fig. 4a. It is apparent that the
capacity values of FeSA-PCNF are highest among the investi-
gated cathodes. Even at a high current rate of 5C, a highly
reversible capacity of 791 mA h g�1 is still retained for FeSA-
PCNF, strongly implying the rapid charge transfer rate and
high LiPS conversion kinetics. The corresponding discharge/
charge voltage proles (Fig. 4b and S8†) present two discharge
plateaus at 2.3 and 2.1 V, referring to the formation of long-
chain LiPSs (Li2Sx, 4 # x # 8) and short-chain lithium
suldes (Li2S2 and Li2S), respectively. The voltage polarization
between the charge and discharge proles of FeSA-PCNF is not
obvious and the conspicuous two-step discharge plateau is still
detected even at a high rate of 5C (Fig. 4c), in sharp contrast to
that of PCNF and CNF (Fig. S11†). Moreover, to demonstrate the
potential of FeSA-PCNF for practical application of Li–S
batteries, rate performance of FeSA-PCNF with a high sulfur
loading of 4.3 mg cm�2 was also evaluated (Fig. 4d). Remark-
ably, a reversible capacity of 758 mA h g�1 is achieved at 1C,
which is increased to 923 mA h g�1 aer the current returns to
0.2C. The excellent rate performances of FeSA-PCNF are on
This journal is © The Royal Society of Chemistry 2022
account of the unique porous and long-range ordered carbon
nanober structures as well as the high electrocatalytic activity
of single Fe sites of FeSA-PCNF.

Furthermore, the cycling performances of different cathodes
are compared at a current rate of 0.2C (Fig. 4e and S12†). FeSA-
PCNF deliver the highest initial specic capacity of
1183 mA h g�1, which is retained at 998 mA h g�1 aer 100
cycles. It is worth noting that the discharge capacity of CNF
increases obviously in the rst few cycles, which should be
related to the insufficient porosity and the incomplete inltra-
tion of the catholyte.19,38 The morphology of different compo-
nents of the Li–S batteries aer 100 cycles was also
characterized by SEM. The structures of FeSA-PCNF are main-
tained well and Li2S is uniformly distributed over the whole
nanobers (Fig. S13†), which indicates the excellent electro-
catalytic ability of FeSA-PCNF for the rapid conversion of LiPSs
and even precipitation of Li2S. In contrast, for PCNF and CNF,
lamellar Li2S is observed in the nanobers.39 The vast uneven
Li2S could signicantly affect the conductivity of cathodes and
is difficult to be decomposed during the following charge
process. In addition, the color of the corresponding separators
J. Mater. Chem. A, 2022, 10, 19893–19902 | 19899
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Fig. 5 (a) Fe K-edge FT-EXAFS spectra of FeSA-PCNF at different states of charge. (b) and (c) The corresponding fitting curves of FeSA-PCNF
after discharging to 2.1 V and 1.7 V. (d) and (e) Deposition and dissolution of Li2S by measuring the potentiostatic discharge and charge profiles at
2.05 and 2.35 V, respectively.
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also indicates the least LiPS dissolution in the electrolyte for
FeSA-PCNF (inset of Fig. S13†). It has been reported that the
dissolution of LiPSs could also inuence the Li metal anodes.40

Obviously, the Li metal coupled with FeSA-PCNF shows a rela-
tively smoother and more compact surface compared with that
coupled with PCNF and CNF (Fig. S15†). Additionally, the long-
term cycling stability of FeSA-PCNF was tested (Fig. 4h). Even at
a high rate of 2C, it still delivers a high initial capacity of
856 mA h g�1, which is retained at 654mA h g�1 aer 500 cycles,
corresponding to a low capacity decay rate of 0.048% per cycle.
19900 | J. Mater. Chem. A, 2022, 10, 19893–19902
All these results substantiate that FeSA-PCNF could effectively
restrain the shuttle effect and electrocatalytically accelerate LiPS
redox kinetics, leading to improved battery durability.

High sulfur loading with a low E/S ratio is critical for
achieving practical Li–S batteries with high areal capacity and
energy density. As shown in Fig. 4f and S15,† FeSA-PCNF with
a high sulfur loading of 8.5 mg cm�2 and an E/S ratio of 10 ml
mg�1 demonstrate a high areal capacity up to 9.8 mA h cm�2

and excellent stability over 50 cycles. Even with an ultrahigh
sulfur loading of 17 mg cm�2 and a low E/S ratio of 5 ml mg�1,
This journal is © The Royal Society of Chemistry 2022
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the battery can achieve a high areal capacity of 11.1 mA h cm�2

(corresponding to a cathode-level volumetric energy density of
1649 W h L�1), which is maintained at 10.7 mA h cm�2 aer 50
cycles. The advanced electrochemical performances of the FeSA-
PCNF cathode are competitive with previously reported high
loading sulfur cathodes (Fig. 4g and Table S4†), suggesting the
superiority of combining SACs with electrospinning for prac-
tical Li–S batteries.

To further investigate the structural evolution of FeSA-PCNF
during cycling, Fe K-edge FT-EXAFS characterization of FeSA-
PCNF at different states of charge was performed (Fig. 5a).
Aer discharge to 2.1 V, the length of the Fe–N bond increases
from 1.47 Å to 1.53 Å. The tting result suggests that one more
Fe–S bond is formed in addition to the initial Fe–N bonds due to
the adsorption of LiPSs on single Fe sites (Fig. 5b and Table
S3†). With further discharge to 1.7 V, the bond length becomes
shorter and no Fe–S bond is observed in the tting result
(Fig. 5c and Table S3†) considering the fact that the formed Li2S
is an ionic crystal.41 When charging back to 2.8 V, the bond
length increased and the Fe–S bond is reformed (Fig. S16†). The
reversible variation of the bond length implies the reversibility
of structure change during the cycling process, highlighting the
outstanding structural stability of FeSA-PCNF.

Lastly, the deposition and dissolution measurements of Li2S
were performed to corroborate the enhanced liquid–solid and
solid–liquid conversions by FeSA-PCNF. The Li2S deposition
measurements (Fig. 5d) show that FeSA-PCNF deliver the
highest Li2S deposition capacity of 314 mA h g�1 compared to
that of PCNF (229 mA h g�1) and CNF (167 mA h g�1), sug-
gesting effective Li2S precipitation induced by FeSA-PCNF. In
addition, the earliest peak time and the highest peak current
with respect to Li2S nucleation on FeSA-PCNF (Fig. S17a†) also
affirm the promoted LiPS conversion by single Fe sites. The
morphology of nucleated Li2S on different surfaces was further
characterized by SEM. As shown in Fig. 5d and S18,† Li2S can be
uniformly deposited on the surface of FeSA-PCNF while a large
amount of Li2S is deposited at the junction of nanobers in
PCNF and CNF. Such uneven deposition of insulating Li2S will
greatly reduce the cathode conductivity and lead to deactivation
during the following charging process, as also conrmed in the
Li2S dissolution measurement. As shown in Fig. 5e and S17b,†
FeSA-PCNF exhibit the highest Li2S decomposition capacity of
622 mA h g�1 with an earlier peak time and higher peak current
compared with that of PCNF and CNF. The SEM images (Fig. 5e
and S19†) also indicate an improved Li2S oxidation process with
less Li2S le on the surface of FeSA-PCNF. These results reveal
the great potential of FeSA-PCNF for practical application of Li–
S batteries, which can provide strong LiPS affinity as well as
high electrocatalytic activity to speed up the LiPS redox kinetics.

Conclusions

In summary, we have elaborately designed and synthesized FeSA-
PCNF which possess a series of structural and electrocatalytic
advantages through electrospinning to construct self-standing
and binder-free sulfur cathodes for Li–S batteries. The inter-
connected brous networks coupled with hierarchical porous
This journal is © The Royal Society of Chemistry 2022
structures of FeSA-PCNF deliver excellent long-range electron
conductivity, efficient ion transportation and abundant active
interfaces for LiPS conversion. Fully exposed single Fe sites and
numerous N dopants in the carbon matrix can effectively anchor
LiPSs to inhibit the shuttle effect. In addition, the electrocatalytic
activity of FeN4 moieties is further improved by the surrounding
graphitic N atoms incorporated into porous nanobers, leading
to the rapid redox kinetics of LiPSs. Because of these advantages,
the Li–S batteries assembled with FeSA-PCNF cathodes demon-
strate superior rate performances of 791 mA h g�1 at 5C and
cycling stability with a low capacity decay rate of 0.048% per cycle
over 500 cycles at 2C. Moreover, even at an ultrahigh sulfur
loading of 17 mg cm�2 and a lean E/S ratio of 5 ml mg�1, a high
areal capacity of 11.1 mA h cm�2 is retained aer 50 cycles,
suggesting the practical application of FeSA-PCNF for Li–S
batteries. Our present work presents a promising strategy for
rationally designing self-standing and binder-free cathodes with
strong LiPS immobilization and high electrocatalytic activity to
achieve high-energy-density and long-lifespan Li–S batteries.
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