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and outdoor environment—from production to
end-of-life
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Fluorotelomer (FT) alcohols (FTOHs) belong to the subclass of per- and polyfluoroalkyl substances (PFAS)

and are used as building blocks of FT-based side chain fluorinated polymers (SCFPs), which are applied to

consumer products to provide hydro- and oleophobic characteristics. FTOHs are consistently detected in

consumer products, indicating FTOHs as major degradation products of FT-based SCFPs. Literature on

FTOHs indicates that much is known about the release of FTOHs during the production, throughout the

lifetime, and at the end-of-life of consumer products. This Perspective combines information from

FTOHs in consumer products with sufficient knowledge on FTOH volatility, partitioning to the gas phase,

and transformation to perfluorocarboxylates (PFCAs) to understand the extent of FTOH release to the

environment. In the indoor environment, FTOHs are released in textile factories to the air during the

production of consumer products, indicating a potential inhalation risk for the workers. Meanwhile,

indoor air FTOH levels at residential sites are estimated to pose low inhalation risk to humans based on

studies of 8:2 FTOH, which is known to undergo human metabolism to perfluorooctanoate (PFOA).

Release of FTOHs from FT-based SCFP-applied consumer products to the indoor environment

throughout the lifetime of the products is known, as well as release to the outdoor environment through

washing, weathering, or drying. At the end-of-life of consumer products, FTOHs are released to air from

landfills and can be detected in biosolids. Future policies need to not only account for FTOH presence in

consumer products, but also the known FTOH volatility, partitioning to the gas phase, and

transformation to PFCAs.
Environmental signicance

Fluorotelomer (FT) alcohols (FTOHs) are per- and polyuoroalkyl substances (PFAS) sub-class consistently detected in consumer products. Much is known about
FTOHs, indicating their volatility, partitioning to the gas-phase, and transformation to peruoroalkyl carboxylates (PFCAs). Based on the literature from 2000 to
2024, a Perspective on FTOHs in consumer products and FTOH release from consumer products to the indoor and outdoor environment is presented. Release of
FTOHs from consumer products to indoor air is known during the production and throughout the lifetime of consumer products, indicating potential inha-
lation risk to humans. Release of FTOHs from consumer products to outdoor air occurs at landlls, indicating sources of FTOHs to the atmosphere. Future
policies on FTOHs can be tied to their known transformation to PFCAs.
1. Introduction

Per- and polyuoroalkyl substances (PFAS) are a group of
compounds known to be present in consumer products.1 Flu-
orotelomer (FT) alcohols (FTOHs) belong to the PFAS sub-class
and are consistently detected in consumer products,1–42 with 8:2
or higher chain FTOHs as the predominant compounds found
lar Toxicology, Oregon State University,

Corvallis, Oregon 97331, USA. E-mail:

97; Tel: +1 541 737 9208

the Royal Society of Chemistry
in studies published from 2000s–2010s and 6:2 FTOH as the
predominant compound found in recent years.1 The presence of
FTOHs in consumer products can originate from the degrada-
tion products of the unreacted raw materials and reaction
intermediates of FT-based side-chain uorinated polymers
(SCFPs),43,44 and from the degradation of FT-based SCFPs once
applied to consumer products.44 Unlike uoropolymers, where
the backbone is uorinated (i.e., containing the –CF2–
fragment),45–48 FT-based SCFPs can be composed of a uori-
nated or non-uorinated backbone as long as the side-chain is
uorinated (Fig. 1).44,49,50 Some SCFP-containing products are
Environ. Sci.: Adv., 2024, 3, 1337–1357 | 1337
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Fig. 1 Example of two FT-based SCFP structures that can degrade to FTOHs because FTOHs are the building blocks of SCFPs, with SCFP
structures adapted from ref. 44. Bidirectional arrows indicate that FTOHs can be degradation products of FT-based SCFPs.
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sold directly to the public, including those for carpet treat-
ment,2,49,51,52 and application of SCFPs in some food contact
materials is approved.11,53 The FTOHs found in PFAS-containing
textiles are known to originate from FT-based
SCFPs.19,25,36,38,41,44,54–61 While there are multiple types of SCFPs,44

only FT-based SCFPs, such as FT-acrylate and -urethane
SCFPs,44 will degrade to FTOHs (Fig. 1).

A strong body of work exists on FTOH physicochemical
properties, namely FTOH volatility and partitioning to the gas
phase.62 Studies by Endo and colleagues,63–65 and by Dreyer
et al.,66 using a combination of experimental (e.g., hexane–
water, octanol–water partitioning, and gas and liquid chroma-
tography) and computational (e.g., COSMOtherm) approaches,
indicate the volatile nature of FTOHs. FTOHs are volatile
because at environmentally-relevant pH, FTOHs are neutral
(i.e., pKa > 14);67–71 in contrast, peruoroalkyl carboxylates
(PFCAs), such as peruorooctanoate (PFOA), are charged (i.e.,
pKa < 0–4).68–70,72–74 In air samples, FTOHs are known to partition
to the gas-phase relative to the particle-phase.35,39,62,68,70,72,75–104
1338 | Environ. Sci.: Adv., 2024, 3, 1337–1357
When FTOH levels in the gas-phase are compared to sum FTOH
levels in the gas- and particle phases, FTOHs in the gas-phase
associated fraction represent 90% of the sum,72,75,86,105 whereas
FTOHs in the particle-phase associated fraction represent 3–
40% of the sum.72,85,86,105

There is sufficient knowledge to indicate that any n:2 FTOH
(n= 6, 8, 10,.) consistently degrades to Cn and C[n− 2] PFCAs,
and [n − 1]:3 FTCA, with [n − 1]:3 FT-unsaturated-carboxylate
(FTUCA) and [n − 1]:2 secondary FTOH (sFTOH) as some of
the observed intermediate products (Fig. 2).62 The trans-
formation from FTOHs to PFCAs can occur in environmental
and biological systems.106 FTOHs are not only known to
undergo atmospheric transformation to PFCAs,76,98,107–122 but
also long range atmospheric transport, thus partially explaining
the presence of PFCAs in remote areas.79,91,100,113,121,123–128

However, volatility, wet deposition, and scavenging can impact
the amount of PFCAs formed from atmospheric transformation
of FTOHs.122 Biotransformation of FTOHs in soil,129–150

sludge,151–159 and sediment160–162 also results in PFCAs. However,
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 2 A degradation pathway of 6:2 FTOH leading to the formation of PFCAs, namely perfluorohexanoate (PFHxA) and perfluorobutanoate
(PFBA), and 5:3 FTCA with 5:3 FTUCA and 5:2 sFTOH as intermediate products. Carbon–fluorine bonds are highlighted in bold. Detailed
degradation pathways are outlined in ref. 62.
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FTOHs in soil can be taken up by plants before biotransforming
to PFCAs.163–169 Aerobic conditions promote faster degradation
(less than 1 to 14 days half-life) than anaerobic conditions (less
than 1 to more than 365 days half-life) of FTOHs,170 and nutri-
ents and redox conditions are known to impact biotransfor-
mations.143 Meanwhile, FTOHs in water samples are known to
undergo photolysis to PFCAs,118,171,172 but microbial biodegra-
dation of 8:2 FTOH to peruorooctanoate (PFOA) in brackish
water is known as well.173 Nitrate and hydroxyl radicals promote
photolysis, but dissolved organic carbon inhibits photolysis.171

In biological systems, mammalian,174–193 avian,194 and sh195,196

metabolisms biotransform FTOHs to PFCAs.
The knowledge on the presence of FTOHs in consumer

products and on the volatility, partitioning, and transformation
of FTOHs in environmental and biological systems indicates
that much is known about FTOHs. Therefore, in this personal
review (Perspective), studies concerning the release of FTOHs
from production to end-of-life of consumer products and on
FTOHs are combined to provide further understanding in the
eld of PFAS. Release of FTOHs in the context of consumer
products is important to examine not only due to the potential
exposure of FTOHs to humans (i.e., release to the indoor envi-
ronment),197 but also due to the eventual degradation of FTOHs
to PFCAs in the outdoor environment.107 Policy implications
from the presence of FTOHs in consumer products and from
transformation of FTOHs to PFCAs in the environment are
briey discussed.
2. Methods

This Perspective is based on publications concerning FTOHs
from 2000 to 2024, collated by searching for publications in
Google Scholar and Web of Science using the term “uo-
rotelomer alcohol”. In each of the papers, both the cited and
citing references are consulted and this manual iterative
process nishes once there is no newer, relevant citing refer-
ence. Publications prior to 2000 relevant to the Perspective are
© 2024 The Author(s). Published by the Royal Society of Chemistry
included to account for knowledge that has existed for more
than two decades. Relevant, newer (e.g., 2024) publications are
collated through daily search using the keyword “PFAS” on the
search function of the American Chemical Society, the Royal
Society of Chemistry, and Elsevier publication websites from
mid-2023 till May 2024.
3. Release of FTOHs to the indoor
environment
3.1 Release to the indoor environment during the
production of consumer products

The padding process, a technique where chemicals are applied
to bers by way of immersion in a bath, followed by a curing
step in an oven55,198,199 (i.e., heating, which leads to volatiliza-
tion) is a method to deposit FT-based SCFPs onto textiles.60,200

When U.S. EPA scientists replicated the textile padding process
to apply C6 FT-based SCFPs in a laboratory setting,200 6:2 FTOH
was released to the indoor air, but 6:2 FTOH concentration was
not provided in the study. The result from the U.S. EPA study
corroborated the results from a 2016 study performed at
a Chinese textile factory201 where FTOHs (9.5–90 × 106 pg m−3)
were present in indoor air collected from the workshop area
where the padding processes to apply FT-based SCFPs occur.
The FTOHs can be detected in dusts in industrial sites and
a thorough review and perspective was provided by Paris-Davila
et al.202
3.2 Release to the indoor environment throughout the
lifetime of consumer products

Partitioning of FTOHs from consumer products known to
contain FT-based SCFPs to indoor air occurred in the orders of
hours-to-months depending on the materials and factors,
including temperature and light.4,7,33,35,104,203–205 Sinclair et al.4

measured losses of 25–630 pg cm−2 and 220–260 ng of FTOHs
following heating of nonstick frying pans between 180 and 230 °
Environ. Sci.: Adv., 2024, 3, 1337–1357 | 1339
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C, 20 min and microwaving of popcorn bags for 3 min,
respectively. The experiment by Davern et al.104 on microwaved
popcorn bags (less than 2 min) corroborated the results from
Sinclair et al. through the detection of 480 000 pg m−3 of 6:2
FTOH released to the air.

Fast food packaging was also known to emit FTOHs as
indicated by Schwartz-Narbonne et al.33 when an average of 85%
decrease in FTOH levels (130–2400 ng) was measured following
storage of ∼2 years at room temperature. Textiles were also
known to emit FTOHs to the air, including children rain trou-
sers and rain jackets (750–490 000 pg m−3 aer 3 h, 25 °C),203

and cotton clothes (210–53 000 pg m−3 aer 9 months, 25 °C).35

Emissions of FTOHs from mattress pads and membrane
apparel (200–800 ng g−1 loss aer 2 h, 40–100 °C),7 from
mattress pads and a cleaner product (230 and 12 400 ng g−1 loss
aer 125 and 28 h, respectively, 25 °C),205 and from reghter
turnout gears (8:2 FTOH detected aer 30 min, 200 °C)204 were
also known. Products containing FT-based SCFPs were known
sources of FTOHs in indoor air.

Levels of FTOHs above the limit of quantitation were re-
ported in the range of 0.04–1 900 000 pg m−3 in indoor
air,39,70,87,181,203,206–220 which were two-to-three orders of magni-
tude lower than the recorded indoor air levels at a Chinese
textile factory (Fig. 3). While the partitioning of FTOHs from
consumer products to the air was already assessed, the half-lives
of FTOHs in indoor air were not studied. Once FTOHs were off-
gassed from the material indoors, FTOHs were known to sorb
dust in addition to air particles.221,222 Comprehensive reviews
and perspectives on FTOHs in house dusts were provided
previously by Shoeib et al.,14 Savvaides et al.,20 and Zhu et al.223

3.3 Assessments of human exposures to FTOHs in the
indoor environment and the associated potential human
health implications

Inhalation is determined to be the major exposure route of
FTOHs for humans, therefore, occupational settings where
FTOHs are used, such as uorochemical manufacturing and
textile industries,16,182,184,200–202,224,225 are likely to encounter
FTOH inhalation exposure.181,202,226–229 However, a signicant
gap exists with regard to exposure studies on FTOHs at occu-
pational sites, therefore, comparisons with exposure to FTOHs
Fig. 3 Box and whisker plot comparison between min and max of
reported FTOH indoor air concentration at residential sites and at
a textile factory. The indoor air residential data are obtained from ref.
70.

1340 | Environ. Sci.: Adv., 2024, 3, 1337–1357
at residential sites still need to be performed. Meanwhile,
studies of human exposure from inhalation of 8:2 FTOH in
residential indoor air indicate that risk of human exposure to
PFOA from inhalation of 8:2 FTOH in air or dust is
low.14,87,203,208,211,216,217,230,231 A recent review on human exposure
pathways to PFAS exclude FTOH inhalation, indicating the low
potency for human health impacts from inhalation of FTOHs.232

Langer et al. and Kim et al. estimate that 5 and 2.5% of 8:2
FTOH are transformed to PFOA through human metabolism,
respectively, indicating low 8:2 FTOH contribution toward
overall PFOA exposure.87,208 Corroborating results from Shoeib
et al.,14 Schlummer et al.,203 Winkens et al.,216 Padilla-Sánchez
et al.,217 Xu et al.,230 and Tian et al.231 indicate that the risk of
exposure to PFOA following inhalation of 8:2 FTOH in air or
dust does not exceed the tolerable daily intake of PFOA (1500 ng
per kg bw per day). Poothong et al. further indicate that only 3%
of PFOA exposure originates from indirect exposure, including
house dust ingestion and indoor air inhalation.233 Shoeib et al.
indicate that inhalation of 8:2 FTOH in air is more relevant than
ingestion of 8:2 FTOH in house dusts, but the overall exposure
is still less than the estimated Canadian adult dietary intake
limit of PFOA (70 ng per day).211 Dermal absorption of FTOHs
from air is not predicted to be a major route of exposure of
FTOHs to humans.234,235

Ingestion of FTOHs can be another route of exposure for
humans,13 as the 6:2, 8:2, 10:2, and 12:2 FTOHs can be trans-
ferred to real food samples.32,236 The 6:2 FTOH is also predicted
to be as toxic as 8:2 FTOH through ingestion.237 However,
ingestion is a route of exposure that does not result from par-
titioning of FTOHs to the indoor environment (e.g., inhalation
or dermal absorption from air). Therefore, the partitioning of
FTOHs to food samples (i.e., ingestion) is beyond the scope of
this study.

Similarly, while 6:2 FTOH can lead to reproductive dysfunc-
tion in mice male offsprings238 or abnormal adult anxiety
behaviors in Zebrash (Danio rerio) trans-generationally,239 the
route of exposure in these studies is not through partitioning of
FTOHs to the indoor or outdoor environment (i.e., directly to
embryos and through ingestion, respectively). However, it is
noted that in a 6:2 FTOH inhalation study involving rats, the
elimination half-lives of 6:2 range from 1 to 15 h and the FTOH
metabolites yield is 2% mol.183
4. Release of FTOHs to the outdoor
environment
4.1 Release to air during the production of consumer
products

Levels of FTOHs released to air collected near industrial sites,
namely near textile and carpet manufacturing and treat-
ment,77,102,201,240 and uorochemical manufacturing facili-
ties,241,242 are two-to-three orders of magnitude and one order of
magnitude higher than the levels of FTOHs collected near non-
industrial sites,70,75,79–83,86–88,91,93,96,113,114,117,121,207,211,212,243–266

respectively (Fig. 4). Of note, FTOH release from textile and
carpet manufacturing and treatment facilities can be one-to-two
© 2024 The Author(s). Published by the Royal Society of Chemistry
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Fig. 4 Box and whisker plot comparison betweenmin andmax of reported FTOH outdoor air concentration at different sites. The non-industrial
data are obtained from ref. 70.
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orders of magnitude higher than the amount emitted from
uorochemical manufacturing facilities.

The composition of FTOHs at the global level is still domi-
nated by 8:2 FTOH,100,117 which is attributed to the historical use
of C8-based PFAS. At textile and carpet manufacturing and
treatment sites, the dominant FTOH in studies before 2020 is
8:2 FTOH,77,201 while the dominant FTOH in studies aer 2020 is
6:2 FTOH,102,240 likely reecting the shi from C8- to C6-based
PFAS. Similarly, at uorochemical manufacturing sites, 8:2
FTOH is the dominant FTOH in the study performed before
2020,241 while 6:2 FTOH is the dominant FTOH in the study
performed aer 2020.242

Once released, FTOHs undergo atmospheric transformation
to PFCAs and there have been efforts to model the contribution
of FTOHs to the PFCA level globally. Modeling studies by
Wallington et al.108 and Yarwood et al.110 estimated that 1–10%
contribution of global PFOA levels are due to atmospheric
degradation of 8:2 FTOH based on reported outdoor air
concentrations of 8:2 FTOH. Thackray and Selin also performed
modeling work based on the presence and subsequent trans-
formation of FTOHs to PFCAs, but their modeling effort pre-
dicted 25% contribution of the global level of PFCAs from FTOH
atmospheric degradation.120,122
4.2 Release to air at the end-of-life of consumer products

Once used, FT-based SCFP-applied consumer products are
disposed to the landlls,267–270 where hydrolysis can occur and
degrade FT-based SCFPs to FTOHs,19,27,33,34,36,41,58 followed by the
partitioning of FTOHs to the gas-phase.271–273 Release of 8:2
FTOH and its transformation product is documented in
a laboratory-scale landll leachate-sediment microcosm
study,162 while Goukeh et al. demonstrate the degradations of
FT-based SCFP-applied materials and subsequent volatilization
of FTOHs in laboratory-scale landll-simulated settings.34

Landll gas (LFG) is known to contain FTOHs (1–10 × 106 pg
m−3).34,274 Landlls are thus known to emit FTOHs based on
© 2024 The Author(s). Published by the Royal Society of Chemistry
ambient air samples collected near landlls (5–17 000 pg
m−3).97,275–277 Levels of FTOHs in ambient air near landlls are
comparable to the levels of FTOHs in the air collected outside
uorochemical manufacturing facilities (Fig. 4). The FTOHs
found in ambient air near landlls are dominated by 8:2 and
10:2 FTOHs from studies in the 2010s,275,276 but 6:2 FTOH starts
to dominate in recent years,97,274,277 which is reective of the 6:2
FTOH detected in consumer products in recent years.1

The release of FTOHs from landlls indicates that while
landlls are a sink of FT-based SCFP-applied consumer prod-
ucts, landlls are a source of FTOHs to the atmosphere as well.
Studies by Li et al.,278 Washington et al.279 and van Zelm et al.280

foresee the emission of FTOHs from landlls as a major
contributor of PFCAs in the environment through the continual
degradation of FT-based SCFPs and the subsequent release of
FTOHs, followed by transformation to PFCAs. However, the
existing global inventory of PFCAs based on outdoor air
concentrations and atmospheric transformation
models115,122,281,282 are yet to account for FTOHs released from
landlls, which represents a research gap.
4.3 Release of FTOHs to the outdoor environment
throughout the lifetime of consumer products

In the case of textiles, myriad processes degrade FT-based
SCFPs applied in consumer products, as described by Schel-
lenberger, van der Veen, and colleagues: loss of bers, increased
and/or rough surface area, disruption of non-/covalent bonding
between and amongmonomers (e.g., loss due to laundering and
rain, volatilization), and UV-degradation.19,25,55,56,59,283 Schellen-
berger and van der Veen et al. also assess the release of FTOHs
to the outdoor environment throughout the lifetime of
consumer products through comparisons of FTOH concentra-
tions pre- and post-washing, weathering (e.g., temperature,
humidity, and light), and drying.19,25,56,59 The FTOHs are detec-
ted in wastewater treatment plants (WWTPs) not known to be
impacted by textile factories,284–291 indicating washing of FT-
Environ. Sci.: Adv., 2024, 3, 1337–1357 | 1341

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4va00019f


Environmental Science: Advances Perspective

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

0/
17

/2
02

5 
1:

56
:3

8 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
based SCFP-applied consumer products as a potential source of
FTOHs to WWTPs. However, estimate of FTOH release to
WWTPs in Europe following washing of FTOH-containing
consumer products was minimal (∼0.7 t per year).56
4.4 Release to water during the production of consumer
products

While FTOHs are volatile and partition to the gas-phase, FTOHs
can be detected in water samples, including those sampled
from WWTPs near textile factories and uorochemical
manufacturing facilities.102,240,292–295 Levels of FTOHs in water
samples recorded near uorochemical manufacturing facilities
are three-to-six orders of magnitude higher than levels recorded
near textile factories (Fig. 5). However, the range of FTOHs in
water samples collected from near textile factories (2.1–
43 ng L−1)240,294,295 is comparable to the range of FTOHs in water
samples collected from rivers and WWTPs not known to be
impacted by textile factories (0.003–78 ng L−1) (Fig. 5).284–291 In
studies concerning WWTPs impacted by textile factories,
FTOHs in the inuents are higher than in the effluents, indi-
cating transformation of FTOHs to PFCAs in WWTPs.294,295 In
the only published study of its kind, FTOHs are below the limit
of detection (<LOD) in groundwater samples collected from an
active uorochemical manufacturing facility.296 More data on
FTOHs in any water samples can be useful, but prior data,
supported by known partitioning preference of FTOHs to the
gas phase and transformation of FTOHs to PFCAs, need to be
acknowledged in terms of the potential results of <LODs in
future studies.
4.5 Release to water at the end-of-life of consumer products

Due to disposal of FT-based SCFP-applied consumer products
to municipal solid waste,267–270 as well as the volatilization of
FTOHs (Fig. 4) and the transformation of FTOHs to PFCAs,
release of FTOHs to water at the end-of-life of consumer prod-
ucts is estimated to be insignicant.289,293 In landlls, FTOHs in
Fig. 5 Box and whisker plot comparison between min and max of repo

1342 | Environ. Sci.: Adv., 2024, 3, 1337–1357
LFG are known to transform to FTOH degradation products
through studies on LFG condensate and landll leachates.297,298

Of note, 5:3 FTCA is an intermediate transformation product
between 6:2 FTOH and PFHxA62 (Fig. 2), and is a major PFAS
consistently measured in landll leachates.299–301
4.6 Release to soil during the production of consumer
products

Comparable amount of FTOHs were measured in soil samples
collected near uorochemical manufacturing in the U.S. (60–36
000 and 100–243 000 pg g−1),296,302 China (70–7200 and 2600–50
000 pg g−1),169,241 and Japan (100–12 000 pg g−1).242 The levels of
FTOHs in soil near uorochemical manufacturing facilities
were two-to-three orders of magnitude higher than levels of
FTOHs collected from roadside in the U.S. (0.51–10 pg g−1).39 No
publication on FTOHs in soil samples collected near textile and
carpet manufacturing and treatment facilities was located by
the author.
4.7 Release to soil at the end-of-life of consumer products

The pathway for FTOHs to be released to soil at the end-of-life of
consumer products involves biosolids,303,304 which are collected
from WWTPs. Studies by Ellington et al.,133 Yoo et al.,153 and
Zhang et al.163 indicate FTOH concentration in the range of 13
000–57 000, 4000–820 000, and 1000–170 000 pg g−1, respec-
tively. The levels of FTOHs in biosolid-amended soil are two-to-
ve orders of magnitude higher than FTOHs in roadside soil
samples (0.5–10 pg g−1).39 A potential source of FTOHs in
biosolids is FT-based SCFPs as the estimated degradation half-
lives of FT-based SCFPs can vary between 10 and 110 years305–308

or up to a thousand years.309–311 Any FTOHs remaining in the
biosolids can breakdown to PFCAs and further transformation
products, indicating a potential pathway of PFOA exposure to
humans when biosolids are applied to soils for farming.
rted FTOH water concentration at different sites.

© 2024 The Author(s). Published by the Royal Society of Chemistry
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5. Policy implications of release of
FTOHs associated with consumer
products

Within the U.S., aside from states' initiatives on consumer
products312,313 and the U.S. Food and Drug Administration
(FDA)'s announcement of 6:2 FTOH voluntary phase-out from
the food contact material (FCM) market,314 there are no regu-
lations on the release of FTOHs to the environment. The phase-
out of FTOH-containing FCMs indicates that less FTOH-
containing FCMs will end up in landlls, which will also lead
to the reduction of FTOHs and PFCAs released to the environ-
ment. The phase-out of FTOH-containing textile315 likely also
leads to less FTOHs and PFCAs in the environment, but regu-
lations on active and closed textile mills are still needed due to
the potential formation of PFCAs downstream.316

The lack of existing regulations on FTOHs may be indicative
of legislative and general public understanding and approaches
toward PFAS that are still limited to ionic PFAS including, PFOA,
peruorooctane sulfonate, and their PFAS-replacements, such
as hexauoropropylene oxide-dimer acid.317–320 Lawmakers can
thus consider tying the transformation of FTOHs released from
FT-based SCFPs in landlls to the presence of PFCAs in the
atmosphere within existing regulations as the foundation for
any policies regarding FTOH use in consumer products.

An approach where entities that emit FTOHs are capped at
certain levels can be considered. This approach can be relevant
for landll operators because FTOHs are estimated to continue
to be emitted from landlls to the atmosphere due to past and
current FT-based SCFP use.56,278,279,321,322 However, the propor-
tion of FTOHs released to the gas-phase due to hydrolysis of FT-
based SCFP-applied products in landlls is yet to be studied.
Therefore, there are likely to be pushbacks from landll oper-
ators on any proposed regulations of FTOHs. For comparison,
hydrolysis experiments performed in laboratory settings indi-
cate an increase in FTOH concentrations in FT-based SFCP-
applied consumer products up to 1500× pre- and post-
hydrolysis.19,27,33,36,58

Policies discouraging the use of FTOHs can also be consid-
ered as alternatives to FTOHs are available, such as silicone-
based polymers, wax, hyperbranched polymers, silicone-based
PFAS, and melamin.323–326 However, the environmental
impacts of alternatives to FTOHs are unclear, though the pres-
ence of silicone-based PFAS monomers in soil and earthworms
is known.326,327

Future policies can also promote treatment efforts known to
mitigate the release of FTOHs to the environment. Researchers
from the U.S. EPA indicate that thermal treatments containing
calcium oxide and alumina-based catalysts can be useful to treat
FTOHs through mineralization.328,329 Calcium oxides are
distributed in a ameless tube furnace operated between 400
and 800 °C as gas-phase FTOHs are owing, and degradation
efficiency of FTOHs following experiments achieves 85–99%
removal of FTOHs.328 Comparable degradation efficiency can
also be achieved with the use of alumina catalysts at a lower
temperature range of 200–500 °C.329 If these techniques can be
© 2024 The Author(s). Published by the Royal Society of Chemistry
recreated and applied on a large scale, such as in landlls where
gas-phase FTOHs are detected, then the potential for FTOHs to
transform into PFCAs in the environment can be inhibited.
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Occurrence, behaviors, and fate of per- and
polyuoroalkyl substances (PFASs) in typical municipal
solid waste disposal sites, Water Res., 2024, 252, 121215.

274 I. A. Titaley, F. B. De la Cruz, M. A. Barlaz and J. A. Field,
Neutral Per- and Polyuoroalkyl Substances in In Situ
Landll Gas by Thermal Desorption–Gas
Chromatography–Mass Spectrometry, Environ. Sci.
Technol. Lett., 2023, 10, 214–221.

275 L. Ahrens, M. Shoeib, T. Harner, S. C. Lee, R. Guo and
E. J. Reiner, Wastewater Treatment Plant and Landlls as
Sources of Polyuoroalkyl Compounds to the
Atmosphere, Environ. Sci. Technol., 2011, 45, 8098–8105.

276 I. Weinberg, A. Dreyer and R. Ebinghaus, Landlls as
sources of polyuorinated compounds, polybrominated
© 2024 The Author(s). Published by the Royal Society of Chemistry

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4va00019f


Perspective Environmental Science: Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

0/
17

/2
02

5 
1:

56
:3

8 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
diphenyl ethers andmusk fragrances to ambient air, Atmos.
Environ., 2011, 45, 935–941.

277 Y. Tian, Y. Yao, S. Chang, Z. Zhao, Y. Zhao, X. Yuan, F. Wu
and H. Sun, Occurrence and Phase Distribution of Neutral
and Ionizable Per- and Polyuoroalkyl Substances (PFASs)
in the Atmosphere and Plant Leaves around Landlls: A
Case Study in Tianjin, China, Environ. Sci. Technol., 2018,
52, 1301–1310.

278 L. Li, J. Liu, J. Hu and F. Wania, Degradation of
Fluorotelomer-Based Polymers Contributes to the Global
Occurrence of Fluorotelomer Alcohol and Peruoroalkyl
Carboxylates: A Combined Dynamic Substance Flow and
Environmental Fate Modeling Analysis, Environ. Sci.
Technol., 2017, 51, 4461–4470.

279 J. W. Washington and T. M. Jenkins, Abiotic Hydrolysis of
Fluorotelomer-Based Polymers as a Source of
Peruorocarboxylates at the Global Scale, Environ. Sci.
Technol., 2015, 49, 14129–14135.

280 R. van Zelm, M. A. J. Huijbregts, M. H. Russell, T. Jager and
D. van de Meent, Modeling the environmental fate of
peruorooctanoate and its precursors from global
uorotelomer acrylate polymer use, Environ. Toxicol.
Chem., 2008, 27, 2216–2223.

281 R. Holland, M. A. H. Khan, R. Chhantyal-Pun, A. J. Orr-
Ewing, C. J. Percival, C. A. Taatjes and D. E. Shallcross,
Investigating the Atmospheric Sources and Sinks of
Peruorooctanoic Acid Using a Global Chemistry
Transport Model, Atmosphere, 2020, 11, 407.

282 A. L. Ling, Estimated scale of costs to remove PFAS from the
environment at current emission rates, Sci. Total Environ.,
2024, 918, 170647.

283 L.-P. Sung, S. Vicini, D. L. Ho, L. Hedhli, C. Olmstead and
K. A. Wood, Effect of microstructure of uorinated acrylic
coatings on UV degradation testing, Polymer, 2004, 45,
6639–6646.

284 M. A. M. Mahmoud, A. Kärrman, S. Oono, K. H. Harada and
A. Koizumi, Polyuorinated telomers in precipitation and
surface water in an urban area of Japan, Chemosphere,
2009, 74, 467–472.

285 T. Portolés, L. E. Rosales, J. V. Sancho, F. J. Santos and
E. Moyano, Gas chromatography–tandem mass
spectrometry with atmospheric pressure chemical
ionization for uorotelomer alcohols and peruorinated
sulfonamides determination, J. Chromatogr. A, 2015, 1413,
107–116.

286 J. F. Ayala-Cabrera, F. Javier Santos and E. Moyano,
Negative-ion atmospheric pressure ionisation of semi-
volatile uorinated compounds for ultra-high-
performance liquid chromatography tandem mass
spectrometry analysis, Anal. Bioanal. Chem., 2018, 410,
4913–4924.

287 X. Hua, J. Luo, Z. Zhao, Q. Wang and H. Sun, Neutral
polyuoroalkyl and peruoroalkyl substances in surface
water and sediment from the Haihe River and Dagu
Drainage Canal deserve more attention, Environ. Sci.
Pollut. Res., 2019, 26, 32911–32918.
© 2024 The Author(s). Published by the Royal Society of Chemistry
288 J. F. Ayala-Cabrera, E. Moyano and F. J. Santos, Gas
chromatography and liquid chromatography coupled to
mass spectrometry for the determination of uorotelomer
olens, uorotelomer alcohols, peruoroalkyl
sulfonamides and sulfonamido-ethanols in water, J.
Chromatogr. A, 2020, 1609, 460463.

289 C. Chen, J. Wang, L. Li, W. Xu and J. Liu, Comparison of
uorotelomer alcohol emissions from wastewater
treatment plants into atmospheric and aquatic
environments, Environ. Int., 2020, 139, 105718.

290 S. Taniyasu, L. W. Y. Yeung, H. Lin, E. Yamazaki, H. Eun,
P. K. S. Lam and N. Yamashita, Quality assurance and
quality control of solid phase extraction for PFAS in water
and novel analytical techniques for PFAS analysis,
Chemosphere, 2022, 288, 132440.

291 A. Habib, E. N. Landa, K. L. Holbrook, W. S. Walker and
W.-Y. Lee, Rapid, efficient, and green analytical technique
for determination of uorotelomer alcohol in water by
stir bar sorptive extraction, Chemosphere, 2023, 338,
139439.

292 C. Bach, V. Boiteux, J. Hemard, A. Colin, C. Rosin,
J.-F. Munoz and X. Dauchy, Simultaneous determination
of peruoroalkyl iodides, peruoroalkane sulfonamides,
uorotelomer alcohols, uorotelomer iodides and
uorotelomer acrylates and methacrylates in water and
sediments using solid-phase microextraction-gas
chromatography/mass spectrometry, J. Chromatogr. A,
2016, 1448, 98–106.

293 X. Dauchy, V. Boiteux, C. Bach, A. Colin, J. Hemard,
C. Rosin and J.-F. Munoz, Mass ows and fate of per- and
polyuoroalkyl substances (PFASs) in the wastewater
treatment plant of a uorochemical manufacturing
facility, Sci. Total Environ., 2017, 576, 549–558.

294 H. Chen, H. Peng, M. Yang, J. Hu and Y. Zhang, Detection,
Occurrence, and Fate of Fluorotelomer Alcohols in
Municipal Wastewater Treatment Plants, Environ. Sci.
Technol., 2017, 51, 8953–8961.

295 C. Ma, H. Peng, H. Chen, W. Shang, X. Zheng, M. Yang and
Y. Zhang, Long-term trends of uorotelomer alcohols in
a wastewater treatment plant impacted by textile
manufacturing industry, Chemosphere, 2022, 299, 134442.

296 B. A. Schumacher, J. H. Zimmerman, A. C. Williams,
C. C. Lutes, C. W. Holton, E. Escobar, H. Hayes and
R. Warrier, Distribution of Select Per- and Polyuoroalkyl
Substances at a Chemical Manufacturing Plant, J. Hazard.
Mater., 2023, 464, 133025.

297 T. J. Smallwood, N. M. Robey, Y. Liu, J. A. Bowden,
T. M. Tolaymat, H. M. Solo-Gabriele and T. G. Townsend,
Per- and polyuoroalkyl substances (PFAS) distribution in
landll gas collection systems: leachate and gas
condensate partitioning, J. Hazard. Mater., 2023, 448,
130926.

298 Y. Chen, H. Zhang, Y. Liu, J. A. Bowden, T. M. Tolaymat,
T. G. Townsend and H. M. Solo-Gabriele, Evaluation of
per- and polyuoroalkyl substances (PFAS) in leachate,
gas condensate, stormwater and groundwater at landlls,
Chemosphere, 2023, 318, 137903.
Environ. Sci.: Adv., 2024, 3, 1337–1357 | 1355

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4va00019f


Environmental Science: Advances Perspective

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

0/
17

/2
02

5 
1:

56
:3

8 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
299 B. M. Allred, J. R. Lang, M. A. Barlaz and J. A. Field, Physical
and Biological Release of Poly- and Peruoroalkyl
Substances (PFASs) from Municipal Solid Waste in
Anaerobic Model Landll Reactors, Environ. Sci. Technol.,
2015, 49, 7648–7656.

300 J. R. Lang, B. M. Allred, J. A. Field, J. W. Levis and
M. A. Barlaz, National Estimate of Per- and
Polyuoroalkyl Substance (PFAS) Release to U.S.
Municipal Landll Leachate, Environ. Sci. Technol., 2017,
51, 2197–2205.

301 N. T. Joseph, T. Schwichtenberg, D. Cao, G. D. Jones,
A. E. Rodowa, M. A. Barlaz, J. A. Charbonnet,
C. P. Higgins, J. A. Field and D. E. Helbling, Target and
Suspect Screening Integrated with Machine Learning to
Discover Per- and Polyuoroalkyl Substance Source
Fingerprints, Environ. Sci. Technol., 2023, 57, 14351–14362.

302 W. M. Henderson, M. G. Evich, J. W. Washington,
T. T. Ward, B. A. Schumacher, J. H. Zimmerman,
Y. D. Kim, E. J. Weber, A. C. Williams, M. G. Smeltz and
D. A. Glinski, Analysis of Legacy and Novel Neutral Per-
and Polyuoroalkyl Substances in Soils from an
Industrial Manufacturing Facility, Environ. Sci. Technol.,
2024, 58, 10729–10739.

303 C. P. Goossen, R. E. Schattman and J. D. MacRae, Evidence
of compost contamination with per- and polyuoroalkyl
substances (PFAS) from “compostable” food serviceware,
Biointerphases, 2023, 18, 030501.

304 G. W. Link, D. M. Reeves, D. P. Cassidy and E. S. Coffin, Per-
and Polyuoroalkyl Substances (PFAS) in Final Treated
Solids (Biosolids) from 190 Michigan Wastewater
Treatment Plants, J. Hazard. Mater., 2023, 463, 132734.

305 K. Rankin, H. Lee, P. J. Tseng and S. A. Mabury,
Investigating the Biodegradability of a Fluorotelomer-
Based Acrylate Polymer in a Soil–Plant Microcosm by
Indirect and Direct Analysis, Environ. Sci. Technol., 2014,
48, 12783–12790.

306 J. W.Washington, J. E. Naile, T. M. Jenkins and D. G. Lynch,
Characterizing Fluorotelomer and Polyuoroalkyl
Substances in New and Aged Fluorotelomer-Based
Polymers for Degradation Studies with GC/MS and LC/
MS/MS, Environ. Sci. Technol., 2014, 48, 5762–5769.

307 J. W. Washington, T. M. Jenkins, K. Rankin and J. E. Naile,
Decades-Scale Degradation of Commercial, Side-Chain,
Fluorotelomer-Based Polymers in Soils and Water,
Environ. Sci. Technol., 2015, 49, 915–923.

308 J. W. Washington, K. Rankin, E. L. Libelo, D. G. Lynch and
M. Cyterski, Determining global background soil PFAS
loads and the uorotelomer-based polymer degradation
rates that can account for these loads, Sci. Total Environ.,
2019, 651, 2444–2449.

309 M. H. Russell, W. R. Berti, B. Szostek and R. C. Buck,
Investigation of the Biodegradation Potential of
a Fluoroacrylate Polymer Product in Aerobic Soils,
Environ. Sci. Technol., 2008, 42, 800–807.

310 J. W. Washington, J. J. Ellington, T. M. Jenkins, J. J. Evans,
H. Yoo and S. C. Hafner, Degradability of an Acrylate-
1356 | Environ. Sci.: Adv., 2024, 3, 1337–1357
Linked, Fluorotelomer Polymer in Soil, Environ. Sci.
Technol., 2009, 43, 6617–6623.

311 M. H. Russell, W. R. Berti, B. Szostek, N. Wang and
R. C. Buck, Evaluation of PFO formation from the
biodegradation of a uorotelomer-based urethane
polymer product in aerobic soils, Polym. Degrad. Stab.,
2010, 95, 79–85.

312 J. Chen, L. Tang, W.-Q. Chen, G. F. Peaslee and D. Jiang,
Flows, Stock, and Emissions of Poly- and Peruoroalkyl
Substances in California Carpet in 2000–2030 under
Different Scenarios, Environ. Sci. Technol., 2020, 54, 6908–
6918.

313 D. Jiang and T. Zhang, State-level material ow analysis
suggests the need to reconsider current monitoring
practice and mitigation policies for poly- and
peruoroalkyl substances in carpet, J. Ind. Ecol., 2022, 26,
815–823.

314 J. B. Pollack, I. Q. Carey and V. Y. Xu, Regulation of
Products with PFAS, Environ. Law Rep., 2024, 54, 10148.

315 C. Hogue, California bans cosmetics and apparel with PFAS,
https://cendigitalmagazine.acs.org/2022/10/09/california-
bans-cosmetics-and-apparel-with-pfas-3/content.html,
accessed 10 October 2022.

316 M. Dunn, N. Noons, S. Vojta, J. Becanova, H. Pickard,
E. M. Sunderland and R. Lohmann, Unregulated Active
and Closed Textile Mills Represent a Signicant Vector of
PFAS Contamination into Coastal Rivers, ACS ES&T
Water, 2024, 4, 114–124.

317 R. Bakhshoodeh and R. M. Santos, Comparative
bibliometric trends of microplastics and peruoroalkyl
and polyuoroalkyl substances: how these hot
environmental remediation research topics developed
over time, RSC Adv., 2022, 12, 4973–4987.

318 H. Tian, C. Gaines, L. Launi, A. Pomales, G. Vazquez,
A. Goharian, B. Goodnight, E. Haney, C. M. Reh and
R. D. Rogers, Understanding Public Perceptions of Per-
and Polyuoroalkyl Substances: Infodemiology Study of
Social Media, J. Med. Internet Res., 2022, 24, e25614.

319 T. A. Berthold, A. McCrary, S. deVilleneuve and
M. Schramm, Let's talk about PFAS: Inconsistent public
awareness about PFAS and its sources in the United
States, PLoS One, 2023, 18, e0294134.

320 C. Moody, EPA Finalizes Standards for Six PFAS, J. AWWA,
2024, 116, 8.

321 Z. Wang, I. T. Cousins, M. Scheringer, R. C. Buck and
K. Hungerbühler, Global emission inventories for C4–C14
peruoroalkyl carboxylic acid (PFCA) homologues from
1951 to 2030, Part I: production and emissions from
quantiable sources, Environ. Int., 2014, 70, 62–75.

322 Z. Wang, I. T. Cousins, M. Scheringer, R. C. Buck and
K. Hungerbühler, Global emission inventories for C4–C14
peruoroalkyl carboxylic acid (PFCA) homologues from
1951 to 2030, part II: The remaining pieces of the puzzle,
Environ. Int., 2014, 69, 166–176.

323 H. Holmquist, S. Roos, S. Schellenberger, C. Jönsson and
G. Peters, What difference can drop-in substitution
© 2024 The Author(s). Published by the Royal Society of Chemistry

https://cendigitalmagazine.acs.org/2022/10/09/california-bans-cosmetics-and-apparel-with-pfas-3/content.html
https://cendigitalmagazine.acs.org/2022/10/09/california-bans-cosmetics-and-apparel-with-pfas-3/content.html
http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4va00019f


Perspective Environmental Science: Advances

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
 2

02
4.

 D
ow

nl
oa

de
d 

on
 1

0/
17

/2
02

5 
1:

56
:3

8 
PM

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online
actually make? A life cycle assessment of alternative water
repellent chemicals, J. Cleaner Prod., 2021, 329, 129661.

324 Y. Cheng, S. Wang, Z. Xu, L. Jiang and Y. Zhao, Non-uorine
oil repellency: To what extent can it substitute
peruoroalkyl substances?, Prog. Org. Coat., 2023, 183,
107726.

325 G. Zheng and A. Salamova, Are Melamine and Its
Derivatives the Alternatives for Per- and Polyuoroalkyl
Substance (PFAS) Fabric Treatments in Infant Clothes?,
Environ. Sci. Technol., 2020, 54, 10207–10216.

326 L. Zhi, H. Sun, L. Xu and Y. Cai, Distribution and
Elimination of Triuoropropylmethylsiloxane Oligomers
in Both Biosolid-Amended Soils and Earthworms, Environ.
Sci. Technol., 2021, 55, 985–993.
© 2024 The Author(s). Published by the Royal Society of Chemistry
327 M. S. McLachlan, A. Kierkegaard, M. Radke, A. Sobek,
A. Malmvärn, T. Alsberg, J. A. Arnot, T. N. Brown,
F. Wania, K. Breivik and S. Xu, Using Model-Based
Screening to Help Discover Unknown Environmental
Contaminants, Environ. Sci. Technol., 2014, 48, 7264–7271.

328 T. P. Riedel, M. A. G. Wallace, E. P. Shields, J. V. Ryan,
C. W. Lee and W. P. Linak, Low temperature thermal
treatment of gas-phase uorotelomer alcohols by calcium
oxide, Chemosphere, 2021, 272, 129859.

329 E. P. Shields and M. A. G. Wallace, Low temperature
destruction of gas-phase per- and polyuoroalkyl
substances using an alumina-based catalyst, J. Air Waste
Manage. Assoc., 2023, 763, 525–532.

330 J. M. Parrilla, ChatGPT use shows that the grant-application
system is broken, Nature, 2023, 623, 443.
Environ. Sci.: Adv., 2024, 3, 1337–1357 | 1357

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d4va00019f

	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life

	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life

	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life
	Chemical transformation, exposure assessment, and policy implications of fluorotelomer alcohol partitioning from consumer products to the indoor and outdoor environmenttnqh_x2014from production to end-of-life




