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Real-time monitoring of trap dynamics reveals the
electronic states that limit charge transport in
crystalline organic semiconductors†

Hamna F. Iqbal, a Emma K. Holland,b John E. Anthony b and
Oana D. Jurchescu *a

Organic semiconductors (OSCs) have the potential to become

ubiquitous in our lives as part of various optoelectronic devices

given their low-cost processing, light weight, and the opportunities

that they offer for designing new materials with ‘‘on demand’’

properties. Many OSCs have achieved remarkable performances,

however, a complete understanding of the fundamental processes

that govern their properties is still lacking. One such process is

charge carrier trapping, a phenomenon that profoundly impacts the

performance and stability of devices. Here we report on a compre-

hensive study on the physics of traps resulting from microstructure

changes by monitoring the generation/annihilation of traps in 2,8-

difluoro-5,11-bis(triethylsilylethynyl)anthradithiophene (diF-TES ADT),

a high-mobility small molecule OSC. The variations in charge carrier

mobility measured in organic field-effect transistors (OFETs) deliber-

ately exposed to solvent vapor are correlated with the density and

energetic distribution of the electronic states in the band gap of the

OSC in all intermediate states of the microstructural transformations.

Given the strong dependence of the electrical properties on the film

microstructure, such information is instrumental in identifying

performance-limiting processes in devices and subsequently guiding

material processing to achieve intrinsic limits. The discovery of defect-

tolerant intermediate crystalline motifs may provide new pathways for

fabricating stable, high-performance devices for next-generation

low-cost electronics.

Introduction

Organic semiconductors (OSCs) are gaining attention for incor-
poration in the next-generation flexible, bendable and stretchable
optoelectronic devices. Key attributes that make them attractive

are their low-cost processing, lightweight, tunability of properties,
and compatibility with flexible substrates.1–5 These properties are
a direct consequence of the weak intermolecular interactions
inherent in these materials, but unfortunately these interactions
also make OSCs susceptible to defect formation. Localized elec-
tronic states introduced in the band gap can trap charge carriers,
a phenomenon that has a profound impact on the mechanism of
charge transport, as well as on the performance and stability of
optoelectronic devices.6–14 Hence, their detection and characteri-
zation is crucial to understanding performance-limiting pro-
cesses, and subsequently guiding the processing and handling
that is necessary for engineering high-performance optoelectronic
devices.1,6,9,15–19 Several experimental tools are available for this
purpose, including optical, thermal and electrical methods that
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New concepts
Organic semiconductors can become ubiquitous in optoelectronics given
their low-cost processing and compatibility with flexible substrates –
properties arising from their weak intermolecular interactions. Unfortu-
nately, these interactions also make them susceptible to defect formation:
localized electronic states can trap charge carriers, a phenomenon that
profoundly impacts the performance and stability of devices. Here, we
probe for the first time the transformations in the density and energetic
landscape of electronic traps during microstructure evolution in organic
semiconductor films. Monitoring in real-time the trap density of states
gave us unprecedented access to the complex structural dynamics
occurring in high-mobility materials and the underpinning structure–
property relationships. Given the strong dependence of electrical proper-
ties on the film microstructure, such measurements are instrumental in
identifying performance-limiting processes in optoelectronic devices and
subsequently guiding material processing to achieve intrinsic limits. Our
results simultaneously provide the electrical properties and the energetic
distribution of traps of all intermediate states during the microstructural
transformations. Access to such information brings an important new
perspective to understanding the fundamental processes governing
charge transport in organic semiconductors and may result in the
discovery of defect-tolerant intermediate crystalline motifs that can be
selectively frozen in to achieve efficient devices.

Materials
Horizons

COMMUNICATION

Pu
bl

is
he

d 
on

 2
4 

m
is

 M
et

he
ve

n 
20

20
. D

ow
nl

oa
de

d 
on

 1
7/

10
/2

02
5 

20
:2

3:
01

. 

View Article Online
View Journal  | View Issue

http://orcid.org/0000-0001-9978-4703
http://orcid.org/0000-0002-8972-1888
http://orcid.org/0000-0003-2204-2909
http://crossmark.crossref.org/dialog/?doi=10.1039/d0mh00706d&domain=pdf&date_stamp=2020-07-01
http://rsc.li/materials-horizons
https://doi.org/10.1039/d0mh00706d
https://pubs.rsc.org/en/journals/journal/MH
https://pubs.rsc.org/en/journals/journal/MH?issueid=MH007009


This journal is©The Royal Society of Chemistry 2020 Mater. Horiz., 2020, 7, 2390--2398 | 2391

provide access to the density, spatial and energetic distribution of
traps.12,20–23 In particular, the energetic distribution of traps, also
referred to as the trap DOS spectrum, provides information about
the distribution of electronic states as a function of energy within
the band gap of the OSC.22,24–27 Access to this information has
yielded improvements in device performance and reliability. For
example, new material design rules have been proposed to enable
trap-free charge transport in OSCs.28 The nature of device inter-
faces has been re-evaluated in order to reduce trap formation
during operation of organic field-effect transistors (OFETs),29 and
molecular additives have been incorporated into polymer films to
enhance the electrical stability of organic diodes.8 Systematic
studies where traps are deliberately introduced into the OSCs to
examine their effect on the DOS spectrum and device perfor-
mance are very insightful as they can reveal the precise nature and
origin of traps, provide a quantitative understanding of their
effects, and therefore guide device design and film processing
by pinpointing the phenomena that could lead to more trap-
tolerant systems. However, only a few such studies have been
reported. For example, the effect of O2 exposure,30 X-ray
irradiation,8 proton and He+ irradiation,31 on the DOS spec-
trum of OSCs have been studied.

Here we monitored in real time the generation and annihi-
lation of traps in OSCs in response to microstructural changes
and percolation of impurity centres, and examined the result-
ing impact on the performance of OFETs. The devices were
deliberately exposed to solvent vapor and we probed the density
and energetic landscape of electronic traps of all intermediate
states during the microstructural transformation. The measure-
ments provided access to the dynamics of trap formation and

healing as a result of the complex processes taking place within
the OSC upon interaction with the solvent. We focused on
2,8-difluoro-5,11-bis(triethylsilylethynyl)anthradithiophene (diF-
TES ADT), a small molecule OSC that has demonstrated
remarkable electrical properties, with mobilities greater than
10 cm2 V�1 s�1 in optimized devices with near ideal current–
voltage characteristics.32,33 diF-TES ADT has two isomers: syn
and anti (see molecular structures in Fig. 1); the material
typically consists of a 40–60 isomeric mixture. The coexistence
of isomers in the transistor channel introduces a peak in the
DOS spectrum at ca. 0.3–0.4 eV from the valence band edge,
corresponding to deep traps responsible for the reduced device
performance when compared to isomerically pure samples,
where the peak is absent.34 The isomers can be separated
through elaborate synthetic procedures,35,36 or meticulous
processing.34 Recently, polarized Micro Raman spectroscopy
measurements indicated that the syn and anti isomers phase-
segregate into pure-isomer crystalline grains that coexist inti-
mately in the transistor channel of mix-isomer films.37 Hence,
the devices can be of two types, depending on the distribution
of grains across the transistor channel. The first type consists of
a mixture of syn and anti crystalline grains, as illustrated in
Fig. 1a, and the second contains only grains of one isomer type
in the channel: either only syn (top panel of Fig. 1b) or only anti
(bottom panel of Fig. 1b). Consequently, the mix-devices exhibit
a peak in the trap DOS spectrum, while the pure isomer devices
do not, and hence we will use the presence/absence of the peak
as a way to distinguish between the two device types in order to
individually monitor the response of these devices when
exposed to a solvent vapor. We discovered that exposing an

Fig. 1 diF-TES ADT OFET device structure and film modifications during exposure to ethanol vapor. (a) Device consisting of a mixture of syn and anti
isomer crystalline grains in the transistor channel between the source (S) and drain (D) electrodes. (b) A phase separation occurs upon exposure to
ethanol vapor and each isomer re-crystallizes into grains consisting of pure syn (top) or pure anti (bottom) isomers. Shades of orange and red are used to
symbolize different orientations of individual grains of syn and anti isomers, respectively. (c) The molecular structures of syn (top) and anti (bottom)
isomers of diF-TES ADT.

Communication Materials Horizons

Pu
bl

is
he

d 
on

 2
4 

m
is

 M
et

he
ve

n 
20

20
. D

ow
nl

oa
de

d 
on

 1
7/

10
/2

02
5 

20
:2

3:
01

. 
View Article Online

https://doi.org/10.1039/d0mh00706d


2392 | Mater. Horiz., 2020, 7, 2390--2398 This journal is©The Royal Society of Chemistry 2020

OFET containing a film of isomer mixture to ethanol vapor
induces a phase separation of the two isomers via reorganiza-
tion of molecules in the transistor channel, which is detected as
a gradual reduction in intensity, followed by the disappearance
of the peak in the DOS spectrum. In addition, a reduction in the
overall density of states was also evident, resulting from micro-
structural rearrangement of the film in the process of reaching
thermodynamic equilibrium. Correspondingly, a 30% increase
in charge carrier mobility was observed during the time of
exposure. On the other hand, in devices with pure isomer
crystallites, exposure to the solvent vapor generated band gap
states manifested in the DOS spectrum as a peak centered at
ca. 0.22 eV from the valence band edge, likely originating form
impurity centers percolating into the film. The generation of
these states results in a decrease in the device mobility by 20%.

Experimental

OFETs were fabricated in the bottom-gate, bottom-contact
geometry with a heavily doped n-type Si wafer and a 200 nm
thermally grown SiO2 layer serving as the gate and the gate
dielectric, respectively. A 3 nm Ti layer followed by a 40 nm
Au layer was evaporated through a shadow mask to define
the source and the drain electrodes. The prefabricated substrates
were treated with pentafluorobenzenethiol (PFBT) self-assembled
monolayer to improve charge injection and film microstructure.32

A 1.5 wt% solution of a 40/60 diF-TES ADT isomeric mixture in
room-temperature chlorobenzene was then spin coated onto the
prefabricated substrate according to the procedure reported
elsewhere.32 The resulting film thickness was B60 nm. Electrical
measurements were performed using an Agilent 4155 C para-
meter analyzer under an inert N2 or N2/ethanol vapor (for
measurements obtained during ethanol exposure) environment.
Room-temperature anhydrous (histological grade) ethanol from
Fisher scientific Inc. was used as purchased, with no further
treatment. The exposure of OFETs to ethanol vapor was per-
formed in a nitrogen atmosphere and in dark.

In order to access the trap DOS spectrum, we employed
Grünewald’s model, which uses the linear-regime transfer
characteristics of an OFET (drain current ID as a function of
gate-source voltage VGS at a low, fixed drain-source voltage VDS)
to extract the trap DOS as a function of energy from the valence
band edge.38–40 Here, we briefly outline the essential steps
necessary to perform the analysis. First, the interface potential
at the OSC/dielectric interface (V0) is obtained as a function of
gate-source voltage above flat-band (UGS = VGS � VFB) by
numerically solving the following equation:

exp
eV0

kT

� �
� eV0

kT
� 1 ¼ e

kT

eid
esls0

� UGSs UGSð Þ �
ðUGS

0

s gUGS

� �
dgUGS

� �
(1)

where ei and l are the relative permittivity and the thickness of the
dielectric, respectively, es and d are the relative permittivity and the

thickness of the semiconductor, respectively, s(UGS) is the field-
effect conductivity (evaluated from the linear regime transfer
characteristics) and s0 is the conductivity at flat band voltage,
assumed to be the turn-on voltage (VON) of the device. The function
V0(UGS) is used to determine the total whole density from,

p V0ð Þ ¼ e0ei2

esl2e
UGS

dV0

dUGS

� ��1
(2)

The trap DOS is then obtained by numerically differentiating
the total hole density with respect to V0. i.e.,

NðEÞ � 1

e

dpðV0Þ
dV0

(3)

where E = eV0 is the energy of the trapping state w.r.t the Fermi
level. diF-TES ADT yields p-channel OFETs and hence in these
measurements we access electronic states above the valence
band edge. The result is the trap DOS spectrum as a function of
energy in the bandgap of the OSC.

Results and discussion

Fig. 2a shows the output characteristics of a device consisting
of mixed isomers (ID vs. VDS at various fixed VGS) obtained
before exposure to the solvent vapor. These characteristics are
near-ideal, as indicated by the linearity of the curves at low VDS

and clear saturation attained at high VDS. The absence of
S-shaped current–voltage curves close to VDS = 0 is an indication
of low contact resistance.32,41 In Fig. 2b we include the transfer
characteristics in the saturation regime (ID vs. VGS at VGS = �60 V)
before exposure to ethanol vapor (black), after 15 min into
exposure (red), and immediately after the ethanol container
was removed (blue). Clearly, the exposure to solvent vapor
is inducing a significant change in the current–voltage char-
acteristics. Intrigued by these experimental observations, we
monitored in situ how the trap DOS spectrum evolves during
exposure to the solvent vapor. To perform this analysis, the
devices were first measured under N2 and then an open
jar (diameter B1.5 cm) of ethanol was transferred into the
measurement chamber and the linear-regime transfer charac-
teristics were recorded immediately, at regular time intervals of
15 s, for a duration of 15 min. The DOS spectra were evaluated
following the procedure described above.

In Fig. 3a, we plot the time evolution of the trap DOS
spectrum of a device consisting of mixed isomers when exposed
to ethanol vapor. The function V0(UGS) is included in Fig. S1 in
ESI.† Before exposure, i.e., at t = 0 s (red curve), the spectrum
resembles an exponential DOS close to the valence band edge,
with a peak at 0.36 eV, reminiscent of a device with mixed
isomer crystalline grains in the channel (Fig. 1a). While expo-
nential DOS are generally associated with disorder in the film
originating form thermal molecular motions and structural
defects, a peak in the DOS spectrum is due to discrete electro-
nic states in the bandgap, originating from chemical impurities
or a predominant defect.6 In our measurements, the peak
arises due to deep traps originating from the presence of one
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isomer in the host crystal of the other, details on the mecha-
nism of trapping were discussed elsewhere.34 After 15 s of
exposure (orange curve), the amplitude of the peak diminishes
and the peak is completely annihilated at t = 30 s. We attribute
this transformation to a gradual isomer separation, facilitated
by a modification of the film microstructure in the presence of
ethanol vapor. Ethanol molecules interact with the OSC film,
promoting molecular rearrangement within the layer to reach a
more energetically favorable state.42 The syn isomer is more
polar in nature than the anti isomer and therefore it is possible
that the polar ethanol molecules selectively extract the syn
isomers from the film facilitating the isomer separation. While
the phase separation is evident, the type of isomer accessed in
our measurements is not clear due to the complex nature of
this separation. Considering the vertical segregation, the polar
SiO2 substrate would favour the assembly of the more polar
isomer (syn) on its surface,34 however, the denser crystalline
lattice of the anti-isomer would favour its accumulation on the
bottom.35 A horizontal phase separation also occurs, leading to
the formation of pure isomer crystalline sub-domains.37 Not
surprisingly, but also confirmed by density functional theory
(DFT) calculations, the lowest energy corresponds to isomer de-
mixing,34 hence the film progresses towards isomerically pure
crystallites (Fig. 1b) during solvent exposure. In fact, when
measuring an array of OFET devices fabricated from a syn/anti
mixture, we typically find that around 85% of devices consist
only of one isomer, as indicated by the absence of a peak in the
DOS spectrum, which is in agreement with the energy considera-
tions. Upon further exposure to the solvent vapor, a reduction
in the overall trap densities is also evident in the DOS spectrum
(see the curves from orange to violet in Fig. 3a). Solvent–vapor
annealing is known to cause microstructural rearrangement,
allowing the film initially trapped kinetically in non-equilibrium
states to attain thermodynamic equilibrium.43,44 A decrease in the
overall trap densities is therefore attributed to molecular reorga-
nization in the transistor channel to minimize the total potential
energy until the system reaches thermodynamic equilibrium.

Thus, these measurements, where we were able to monitor the
reduction in the peak intensity followed by its disappearance, and
then the minimization of the overall trap densities, gave us real-
time insights into the dynamics of microstructural transforma-
tions occurring in the film containing mixed isomer crystalline
grains. We discovered that reorganization of molecules in the
transistor channel in the presence of solvent vapor is a two-step
process: first, isomer separation occurs to minimize the total
energy of the system, followed by a reduction in the crystalline
defect density to reach the state of thermodynamic equilibrium.
Structural rearrangement occurs within a minute of solvent
exposure, similar to the case of TES ADT films.44

To obtain deeper insights into the trap parameters and how
they alter after solvent exposure, we modeled the DOS spectra at
t = 0 s and t = 900 s using two exponential functions to describe
the distribution of shallow and deep states, respectively, with
the addition of a Gaussian distribution to model the spectrum
at t = 0 s according to the following equation:

NðEÞ ¼ N1 exp �
E

E1

� �
þN2 exp �

E

E2

� �

þ A exp �
E � Epeak

� 	2
2s2

" # (4)

where E1, E2 are the characteristic decay energies and N1, N2 are
the amplitudes of the respective exponential distributions,
Epeak defines the position of the Gaussian distribution with
an amplitude A and standard deviation s. The model para-
meters and fits to experimental data are summarized in Table 1
and Fig. S2 in ESI,† respectively. While the characteristic energy
for the double exponential distributions remains the same over
the course of ethanol exposure (B21 meV for shallow states and
B86 meV for deeper states), the density of shallow and deep
states decreases by 65% and 12% respectively after 15 min of
solvent exposure. The Gaussian distribution centered at 0.36 eV
from the valence band edge represents the peak in DOS
spectrum at t = 0 s.

Fig. 2 Current–voltage characteristics of a diF-TES ADT OFET device exposed to solvent vapor. (a) ID vs. VDS plot at various fixed VGS (0 V to �60 V in
�10 V increments) measured before exposure to the ethanol vapor. (b) ID vs. VGS plot at VDS = �60 V obtained before exposure to ethanol vapor (black),
after 15 min of exposure (red) and after removal of ethanol from the measurement chamber (blue). The left and right axes show the square root and
logarithm of the drain current, respectively.
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In order to understand how the process of trap reduction
influences the performance of devices, we monitored the
evolution of the charge carrier mobility (m), during the entire
time of exposure to ethanol. The mobility was extracted from
the slope of ID vs. VGS curve using the following equation,45

m ¼ L

CiWVDS

@ID
@VGS

(5)

where L and W are the length and width of the transistor
channel, Ci = 17.3 nF cm�2 is the areal capacitance of the
200 nm thick SiO2 dielectric. Mobilities of devices were in the
order of 0.1 cm2 V�1 s�1, on par with values reported on this
material in OFETs with SiO2 dielectric and in similar device
architectures.34,35 Higher mobilities are achievable with Cytop
dielectric in the top-gate bottom-contact geometry due to
reduced interfacial trap densities at the dielectric/semiconductor
interface and lower contact resistance facilitated by the staggered
device geometry.29,35 Our choice of device type and geometry
was motivated by the need to increase the sensitivity of trap
detection by increasing the overall trap densities. Additionally,
this architecture allows the film to better reorganize during

solvent exposure without being constrained by the conformal
dielectric and gate electrode on the top. Fig. 3b shows the time
evolution of the device mobility normalized to the initial value (at
t = 0 s). Three different regimes can be identified. In the first
regime (shaded red region), a drastic increase in mobility is
observed, which corresponds to the annihilation of the peak in
the DOS spectrum resulting from solvent-induced isomer separa-
tion. The schematic in Fig. 4 illustrates different snapshots of the
energetic distribution of traps in the band gap over the course of
ethanol exposure. Panel a corresponds to t = 0 s, where deep states
exist in the band gap, indicated in red, in addition to the shallow
tail states shown in black. The density of deep states is reduced at
t = 15 s (Fig. 4b) and they completely vanish at t = 30 s (Fig. 4c), as
indicated by the disappearance of the peak in the DOS spectrum.
In the second region of Fig. 3b, enclosed by yellow shading, the
mobility is increasing at a much slower rate, a phenomenon
which is attributed to molecular reorganization in the transistor
channel to minimize the total potential energy, which translates
into a corresponding reduction in the overall trap densities
evident in the DOS spectrum. This reduction is reflected in
Fig. 4d which depicts a decrease in the number of shallow tails
states after exposure to the solvent vapor. Finally, in the third
region in Fig. 3b, bounded by blue shading (i.e., after about 750 s),
the mobility appears to have plateaued, indicating molecular
assembly in the lowest potential energy configuration and that
the system has reached thermodynamic equilibrium. In a pre-
vious study we have showed that such a stable configuration can
be achieved by applying gentle vibrations during crystallization of
the film.34

Since the above measurements were taken over short peri-
ods of time (15 s), it is likely that the device was under excessive
bias stress. Bias stress effects can also induce charge carrier
traps.6,46 Hence, there are, in fact, two possible contributions to
the changes in the trap distribution observed above; bias stress

Table 1 Model parameters used for the double exponential and Gaussian
distributions employed to model the DOS spectra of a device with mixed
isomers. The spectrum at t = 900 s was modelled only using a double
exponential distribution and therefore the Gaussian parameters are not
applicable

Model parameter t = 0 s t = 900 s

N1 (eV�1 cm�3) 4.9 � 1022 1.7 � 1022

E1 (meV) 21.2 20.6
N2 (eV�1 cm�3) 2.5 � 1020 2.2 � 1020

E2 (meV) 85.5 85.5
A (eV�1 cm�3) 1.0 � 1019 N/A
Epeak (eV) 0.36 N/A
s (meV) 29.0 N/A

Fig. 3 (a) Evolution of the trap DOS spectrum of a device with mixed isomer crystallites. The DOS curves are plotted as a function of energy from the
valence band edge and clearly illustrate the annihilation of the peak at 0.36 eV. The DOS was evaluated every 15 s during exposure to ethanol vapor and
the time evolution of the spectrum from t = 0 s (red) to t = 900 s (violet) is shown. Inset includes a subset of the trap DOS spectra offset for clarity.
(b) Time evolution of the charge carrier mobility during the period of solvent exposure. The value is normalized to the initial value obtained before
exposure to ethanol.
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and microstructure reorganization in the presence of ethanol
vapor. In order to clarify the individual contribution of each, we
performed several control experiments. First, characterization
of devices based on mixed isomers was carried out in N2 under
the same time intervals, but in the absence of ethanol, to
eliminate the effect caused by the solvent vapor, results are
shown in Fig. S3 in ESI.† Contrarily to the measurements
performed under ethanol exposure, the peak in the DOS spectra
persists, which confirms that bias stress is not responsible for
the observed changes. In the second test experiment, the
devices were exposed to ethanol vapor, but measurements were
taken only before exposure and after 15 minutes, thus, ensur-
ing that the devices were not stressed during the exposure;

results are displayed in Fig. S4 in ESI.† The annihilation of the
peak after 15 min of exposure in the absence of any bias stress
unequivocally confirms that the changes observed in the DOS
spectrum are solely caused by the effect of the solvent vapor.
Also shown in the same plot is the DOS spectrum evaluated
after the solvent was removed from the chamber following
exposure (blue curve). The peak does not reappear after the
jar of ethanol is removed, implying that once a device with
mixed isomers transforms into the more stable device consisting
only of one isomer, it remains in that state.

Next, we tested the response of devices consisting of pure
isomer crystallites during exposure to ethanol vapor. Measure-
ments were taken both on OFETs where the isomer separation

Fig. 4 Snapshots of the energetic distribution of localized band gap states at different times during microstructure reorganization in a device with mixed
isomer grains: (a) t = 0 s, (b) t = 15 s, (c) t = 30 s and (d) t = 900 s. Shallow and deep states in the band gap are represented in black and red lines,
respectively.

Fig. 5 (a) Evolution of the trap DOS spectrum of a device consisting of pure isomers. The DOS curves are plotted as a function of energy from the
valence band edge and clearly illustrate the generation of a peak at 0.22 eV. The DOS was evaluated every 30 s during exposure to ethanol vapor and the
time evolution of the spectrum from t = 0 s (red) to t = 900 s (violet) is shown. Inset shows a subset of the trap DOS spectra offset for clarity. (b) Time
evolution of the charge carrier mobility during the period of solvent exposure. The value is normalized to the initial value obtained before exposure to
ethanol.
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took place during sample fabrication, as well as on solvent-
annealed samples discussed above; the results were similar.
Fig. 5a shows the DOS spectrum evaluated every 30 s over a
course of 15 min. The function V0(UGS) is included in Fig. S5 of
ESI.† Initially, the DOS spectra represent an exponential DOS
with the absence of a peak (red curve). A snapshot of the trap
distribution corresponding to this scenario is provided in Fig.
S6a of ESI.† After t = 30 s, a progressive generation of a peak
centered at 0.22 eV from the valence band edge is evident in the
spectra. The establishment of the peak is initiated with a
broadening of the DOS at t = 30 s, followed by a gradual
increase in peak amplitude from t = 60 s to t = 900 s. The
normalized mobility vs. time plot for the same device (Fig. 5b)
shows a monotonic decrease in the mobility during the entire
duration of exposure (an overall B20% decrease), correlating
with the increasing amplitude of the peak observed in the DOS
spectrum. Additional electronic states are generated in the
band gap during the period of exposure to the solvent vapor
(see Fig. S6b of ESI†), which were absent initially, explaining
the creation of the peak in the DOS spectrum and therefore the
decrease in mobility. Establishing the nature of the trap giving
rise to the peak is challenging since this appears to be a
metastable state; the samples return to the initial ‘‘no-peak’’
state in a matter of seconds as soon as the ethanol vapor is
removed. We do not exclude that a reverse modification of the
film microstructure, where the molecules reorganize to form
mixed isomer crystallites, occurs. Nevertheless, it should be
noted that the trap depth of the electronic states generated is
different from that in the earlier case of 0.36 eV. Additionally,
since this device type is already in its lowest energy configu-
ration, which corresponds to a state where the isomers are
separated, the energy penalty necessary to convert it to the less
stable configuration of a device consisting of mixed isomer
grains would be significant. Hence, this scenario is highly
unlikely, and the peak probably originated from a different
source. One such likelihood is that ethanol (or the impurities
present in it), upon percolation into the film, acts as an
impurity center giving rise to discrete electronic states in the
band gap, with depths that are dependent on the electric field
induced by the dipole moment of the polar ethanol molecules.47

Trap parameters extracted by modeling the DOS spectra at t = 0 s
and t = 900 s using eqn (4) are summarized in Table S1 in ESI,†
and the fits to experimental spectra are provided in Fig. S7 of ESI.†
The densities of both shallow and deep states do not change
significantly over the course of ethanol exposure, however, the
increase in the characteristic decay energy of both shallow and
deeps states indicates a broadening of the DOS. Such a broad-
ening can take place when the crystal lattice is distorted due to the
presence of impurity centers which introduces the peak in the
DOS spectrum represented by the Gaussian centered at 0.22 eV.
With new insights gained on the impact of impurity centres on
the DOS, we took a closer look at the trap DOS spectrum of the
mixed isomer device (Fig. 3a); it appears that a new peak centered
around 0.2 eV begins to form after prolonged ethanol exposure
(i.e., blue/purple curves at t 4360 s), most likely due to the
metastable impurity centers percolating into the film following

isomer separation. Comparing Fig. 3a and 5a, the following can
be inferred about the dynamics of trap annihilation vs. trap
formation; the annihilation of traps due to isomer separation in
mixed isomer films is a fast process and takes place within the
first minute of exposure to ethanol vapor, while the formation of
traps due to impurity centers occurs after about 5 min of ethanol
exposure.

Control experiments similar to those performed on mixed
isomer devices were also carried out on this device type in order
to confirm that the generation of the peak in DOS spectrum is
solely induced by the interaction of the film with ethanol vapor
and not a bias stress effect. The DOS spectra in Fig. S8 of ESI,†
evaluated over the course of bias stress measurements show no
evidence for the establishment of a peak. Similarly, the DOS
spectra of a device with pure isomers shows the generation of a
peak after 15 min of exposure in the absence of bias stress (Fig.
S9, ESI†), confirming that such a peak was indeed caused by the
effect of ethanol vapor. The absence of the peak in the DOS
spectrum evaluated after the removal of the ethanol vapor (blue
curve) suggests that such discrete trapping states are evident only
in the presence of the solvent vapor and supports our earlier
hypothesis of ethanol acting as a metastable impurity center.

Conclusions

In summary, we accessed in real time the generation and anni-
hilation of charge carrier traps in a small molecule OSC and
evaluated the resulting effect on charge transport. The traps
originated from microstructure modifications or introduction of
impurity centers upon exposure to a solvent vapor. A sharp
increase/decrease in the charge carrier mobility of the devices
exposed to ethanol vapor coincides with the elimination/for-
mation of a predominant trap, as suggested by the gradual
annihilation/generation of a peak in the DOS spectrum. A milder
enhancement in mobility observed in mixed isomer devices
correlates with the reduction in overall trap densities as a result
of film reorganization to attain thermodynamic equilibrium. We
were able to detect with high sensitivity all the intermediate
processes occurring at different timescales during the genera-
tion/annihilation of electronic states in the band gap of the OSC,
including the effects of film transformation from kinetically
trapped to thermodynamically stable phases. These results pro-
vide access to a remarkable level of detail about the trap dynamics
in high mobility OSCs and will not only be instrumental in
identifying the processes that hinder the optimal functioning of
electronic devices, but can also guide the development of sensing
applications that function based on charge carrier trapping. The
measurements also offer insights into how the mechanism of
charge transport in OSCs is altered by the presence of traps, for
example, elucidating the time evolution of band tail states caused
by dynamic disorder, the major performance-limiting factor in
electronic devices. This type of fundamental advance is instru-
mental in exploring new pathways for fabricating stable and
high-performance devices for the next-generation of large-area
and low-cost electronics.
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