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1 Introduction

Photo-energy conversion efficiency of
CHzNHzPbls/Cgo heterojunction perovskite
solar cells from first-principlest

® and Kaoru Ohno (¢

Khian-Hooi Chew, (2 *@ Riichi Kuwahara
Halide perovskites have emerged as the most potential candidate for the next-generation solar cells.
In this work, we conduct a comprehensive first-principles study on the photo-energy conversion
efficiency (PCE) of the CH3zNH3Pbls/Cg heterojunction. Since perovskite solar cells (PSCs) are generally
exposed to substantial temperature variations that affect the photo-physics and charge separation in
the perovskites, finite slabs of both the tetragonal- and cubic-phases of CHzNHzPbls (MAPbIs) are
constructed with different orientations of the methylammonium (MA) cation with respect to the
perovskite surface. A Cgg molecule, acting as an electron acceptor and transport material, is introduced
at various positions on the MAPbIz surface. Using the detailed balance approach, the PCE of the
heterojunction is determined by examining the Kohn-Sham energies and orbitals located either in
MAPbIs or in Cgo. Our study reveals that the stability, the exciton dissociation efficiency, and the PCE of
the tetragonal MAPbIz/Cgq heterojunctions strongly depend on the MA orientation and the Cgo position
on the MAPbIs surface. This is attributed to the polar behavior of MAPbIs. Using the tetragonal-phase
heterojunction, a high PCE of n ~ 19% can be achieved, if certain surface conditions are met. Built-in
electric field originating from the surface dipoles of the MA cation facilitates the dissociation of electron—
hole pairs and the electron transfer to fullerene. On the other hand, the heterojunction with a high-
temperature cubic MAPbIs structure exhibits a PCE of n ~ 10%, regardless of the MA orientation and Cgo On
the MAPbIz surface.

MAPDI; undergoes several structural transitions; a cubic phase
at temperature above 330 K, a tetragonal phase at temperature

Halide perovskites are considered to be the most promising
materials for the next generation of photovoltaics." This is
because of their low cost and high energy conversion efficiency
achieved within a relatively short period of research and
development. The photo-energy conversion efficiency (PCE) of
perovskite solar cells (PSCs) made of CH;NH;3PbI; (hereafter, it
is denoted as MAPDbI;, where MA means methylammonium
CH;3NH;) and its derivatives have increased from 3.8% to over
20% in recent years.>> Among the factors that contribute to the
high performance of PSCs are inert interface defects,® reduced
bimolecular recombination,” a long charge carrier lifetime,?
and low densities of the conduction and valence band states.’

“ Department of Physics, University of Malaya, 50603 Kuala Lumpur, Malaysia.
E-mail: khchew@um.edu.my

b Dassault Systemes, ThinkPark Tower, 2-1-1 Osaki, Shinagawa-ku, Tokyo 141-6020,
Japan

¢ Department of Physics, Yokohama National University, 79-5 Tokiwadai,
Hogogaya-ku, Yokohama 240-8501, Japan

t Electronic supplementary information (ESI) available. See DOI: 10.1039/

dOoma00853b

© 2021 The Author(s). Published by the Royal Society of Chemistry

between 160 K and 330 K, and an orthorhombic phase at
temperature below 160K.'® Thus, the orthorhombic phase is
not a stable structure at room temperature. Generally, solar
cells are exposed to a wide range of temperatures. The actual
operating temperature inside a solar cell can be much higher
than the ambient temperature due to the heating from the solar
irradiation."* Therefore, it is important to explore the funda-
mental photovoltaic properties of both the cubic and tetragonal
phases.

Fullerenes, in particular C4y, have been employed in organic
solar cells as acceptors for over two decades,"®° and there is
increasing interest in the application of fullerenes to PSCs."*™¢
It has been demonstrated that fullerenes can effectively passi-
vate the charge trap states at surfaces and grain boundaries of
perovskites, leading to the suppression of hysteresis and the
enhancement of efficiency in PSCs.*"** Fullerenes were initially
introduced into PSCs as an electron-transport layer with an
efficiency of ~3.9% by Jen et al.>® Since the introduction of
fullerenes into PSCs, the PCE has been reported to be increased
up to over 20%.>* Many studies indicate that a sufficient
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thickness of fullerenes is important to effectively extract
electrons from perovskites.”> >’ However, Liu et al. recently
reported that an ultrathin fullerene layer of only 1 nm is
sufficient to achieve a good performance of PSCs.?® They also
showed that the removal of the fullerene layer leads to a
dramatic reduction in the efficiency of the PSCs. It is obvious
that a full understanding of mechanisms underlying the inter-
actions at their interface is crucial to improve the efficiency.

A typical PSC comprises of the perovskite as a photo-
absorber sandwiched between two electrodes. An interface layer
is introduced between the photo-absorber and electrodes to
facilitate the charge transport process. The interface layer can
be either an n-type electron transport material (ETM) or a p-type
hole transport material (HTM). Most of the state-of-the-art PSCs
have a transparent conducting oxide/ETM/Perovskite/HTM/
metal architecture. Typical HTMs are Spiro-MeOTAD, or
PEDOT:PSS, while the typical ETMs include Cg, or PCBM.""7"™°
Understanding the interaction at interfaces and optimizing the
energy alignments offer a very exciting area of research that is
still under discussion.””° Despite the PCE of over 20%° has
been achieved, the low long-term stability under moisture® or
thermal®® stress stands as their serious drawback. In addition,
point defects were reported as another source of degradation
because of their high affinity for water and oxygen molecules.*
The application of Spiro-MeOTAD as HTMs in PSCs**? has
made an important step in improving the device performance,
however, the PSCs with HTM suffer from degradation.**
Etgar et al.’® demonstrated that perovskite MAPbI; can function
as both a photo-absorber and a hole transporter, suggesting
HTM-free PSCs."*” Recently, Wu et al. reported HTM-free PSCs
with a more simple structure of ITO/MAPbI;/ETM/Cu with
2,3,5,6-tetrafluoro-7,7,8,8-tetracyanoquinodimethane (FATCNQ)
molecules as electron acceptors, which showed a PCE of
over 20%.°® Though the study of HTM-free PSCs is lagging
behind of PSCs with HTM, the HTM-free PSC emerges as an
alternative option to avoid the degradation problem related to
the HTM.

Atomistic modelling and simulation based on first-
principles density functional theory (DFT) can play an impor-
tant role in revealing the underlying mechanisms of the high
performance of PSCs.**™*" Yin et al. studied the energy align-
ment and charge transfer properties at the interface between
MAPDI; perovskites and hole acceptor Spiro-MeOTAD and
electron acceptor PCBM.** They found that the MAPbI;(001)
and (110) surfaces favor hole injection to the hole acceptor
Spiro-MeOTAD, whereas the polar MAPbI;(001) surface facili-
tates electron transfer to the PCBM. Quarti et al.*® investigated
the effect of surface termination on the energy level alignment
at the interface between Cg, fullerene and the MAPbI; perovskite.
For the PbI-terminated surface of MAPbI;, the conduction band
edge (CBE) of the MAPDI; perovskite lies below the lowest
unoccupied molecular orbital (LUMO) of the Cgq, fullerene,
prohibiting the injection of electrons from MAPDI; into Cey.
On the other hand, the CBE of the MAI-terminated perovskite
located above the LUMO of Cg, favoring the electron transfer into
Ceo- The highest occupied molecular orbital (HOMO) of the Cg,
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fullerene is always located below the valence band edge (VBE) of
the MAPbI; perovskite. Hereafter, we also call the CBE and VBE of
MAPDI; perovskite as the LUMO and HOMO of the MAPbI;
perovskite in order to simplify the discussion. As well, the energy
levels of the whole system are denoted as HOMO—1, HOMO,
LUMO, LUMO+1, LUMO+2,. .. irrespective of the location of the
orbitals.

Numerous experimental and theoretical studies have been
devoted to MAPDI;/Cg, heterojunction PSCs. However, the
efficiency of the exciton formation and dissociation in hetero-
junction interfaces between the donor (MAPbI;) and acceptor
(Ceo) remains unclear. This motivates the present study to
develop a comprehensive understanding of the PCE of
MAPDI;/Cg, heterojunctions for both the tetragonal and cubic
MAPDI;. In this study, finite MAPbI; slabs are constructed with
different orientations of the MA cation with respect to the
surface. A Cgo molecule is introduced to various positions on
the MAPDI; surface. A systematic study on how the MA orienta-
tion and the Cg, position on the MAPDbI; surface influence the
stability, the exciton dissociation efficiency, and the PCE of
MAPDI;/Cg heterojunctions is performed in detail using first-
principles density functional theory (DFT). The PCE of the
heterojunctions is estimated by using the detailed balance
approach.**™%¢

2 Model for perovskite solar cells

We consider a HTM-free PSC consisting of a heterojunction
of perovskite MAPbI; and fullerene Cgy, as shown in Fig. 1.

Eumo o- E
YL TLUMO+2
E, Efno
recombination
Efouo O-
CH3NHsPbIs EIZOM?

Coo

Fig. 1 Schematic illustration of the energy-level diagram for the MAPbI3
and Ceo in the hybrid perovskite/fullerene heterojunction. Eq is the energy
gap of MAPbIs and AE is the dissociation energy of the electron—hole pairs.
The three-fold degenerate LUMO of Ceq fullerene has three energy levels
from the LUMO to LUMO+2.

© 2021 The Author(s). Published by the Royal Society of Chemistry
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A schematic energy diagram of the heterojunction of a MAPDbI;
and Cg solar cell is also illustrated in Fig. 1. The perovskite
donor absorbs a photon of energy E, = Edumo — ESomo to excite
electrons from the HOMO to the LUMO, leaving holes behind
in the perovskite, which also function as HTM. Here, Edomo
and E&omo denote the energy eigenvalues of the LUMO and
HOMO of the MAPDI; donor, respectively. The photogenerated
electrons with the energy Edomo move to the lower energy
Efumo level of acceptor Cgo. The energy loss associated with
the transition of electrons from the donor MAPbI; to acceptor
Ceo is given by AE = Eomo — Elumo. Some of these electrons
may recombine with the holes, which was not considered in the
Shockley-Queisser (SQ) limit.**

Using the detailed balance model as proposed by Seki
et al.,”® we calculate the photo-energy conversion efficiency
(PCE) 1 of the MAPDI;/Cg, heterojunction solar cell for various
MAI terminations of the MAPDI; perovskite. The magnitude of
1(Eg, AE) is defined by the ratio of the maximum electric power
to the radiative power irradiated at a solar cell as follows

Max{eV[J,(E,) — Ji(Es — AE, V)] }y
I3 Ejp(E)AE ’

'/I(Eg7AE) = (1)
where e is the electron charge and V is the photo-voltage.
o Ejp(E)dE describes the radiative power input. In eqn (1),
the photon flux per unit area entering the solar cell J, (E,) is
given using

o0
In(Ee) = | (et ©)
Eq
where j,(E) denotes the input radiative power, which can be
obtained using the air mass 1.5 global (AM1.5G) solar
spectrum.”” On the other hand, the photon flux per unit area

by the radiative recombination of charge carriers is

00

e~ aE V) =en( ) [ e @)
ksT) ), aE

where kg, T, and jj,(E) represent the Boltzmann constant, the
temperature of the solar cell, and the black-body radiation
spectrum, respectively. The values of E; and AE can be obtained
by examining the spatial distribution of the Kohn-Sham (KS)
orbitals at the MAPDI;/Cs, interface based on the first-principles
method, which will be presented in the following section.

3 Computational methods

First-principles calculations were performed using DFT imple-
mented in the DMol® package.*®*° DMol® adopts the basis set
of numerical atomic orbitals that are the exact solutions to the
KS equations for the isolated atoms.’® A standard KS DFT
Dispersion (DFT-D) correction was employed for the corrective
calculation of van der Waals dispersion.”® The van der
Waals interaction was included by taking into account the
Tkatchenko-Scheffler (TS) scheme.?**® In the present study,
we considered a slab model of tetragonal phase of MAPbI;(001)
with MAI-terminated surfaces. The slab model has a 2 x 2

© 2021 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Paper

periodicity in-plane and four MAI-layer thickness. A 50 A
vacuum region between the slabs is adopted, which is rather
large enough to avoid the interaction between periodic images.
The MAPbI; slab model and Cg, fullerene were first optimized
to achieve the minimum energy. We introduced one Cg, full-
erene molecule on the MAPbI;(001) layer, forming a hybrid
MAPDI;/Cs, structure with a total of 444 atoms (see Fig. 1). For
the perovskite/fullerene interface, the dipole slab correction
for the electrostatic potential was taken into account in the
calculations due to the existence of polar bonds.

All calculations were performed based on the spin restricted
approach using the generalized gradient approximation (GGA),
in the form of the Perdew-Burke-Ernzerhof (PBE) approxi-
mation to the exchange-correlation functional.>* As the calcu-
lations involve a large number of atoms, the spin-orbit
coupling (SOC) effect is not included because the PBE func-
tional can provide reasonable estimation on structural, electronic
and optical properties.”>” In the present study, the GGA-PBE
calculations are justified as an approximation to the time-
dependent DFT for studying the optically excited states.
In particular, the small energy gap, ie., the deeper LUMO
energy, can be regarded as a result of the exciton formation."®
The double-numerical quality basis set, the Double Numerical
plus Polarization (DNP) functions, was employed for all
calculations. The size of the DNP basis set is comparable to
that of the Gaussian 6-31G**. Due to the presence of hydrogen
atoms, the all-electron relativistic method was adopted in the
calculations. In the calculations, the geometrical optimization
was performed with a Fermi smearing of 0.005 Hartree. The
tolerances of the energy, gradient, and displacement conver-
gences were setat 1 x 10 °Ha, 2 x 10 *HaA ' and 5 x 107> A,
respectively.

4 Results and discussion

A PSC has a general structure of oxide/ETM/Perovskite/HTM/
metal with one boundary being the ETM/MAPDI; interface,
while the other interface is MAPbI;/HTM. In other words, the
perovskite film has asymmetric boundaries in nature. Therefore,
we consider an asymmetric slab model with the MAI as the top
surface layer (facing the upper vacuum) and the Pbl layer as the
bottom layer of MAPDI; (facing the lower vacuum). Here, the
MAI-terminated surface is set as the MAPDI; top surface because
this surface facilitates the electron transfer to the Cq, ETM.*°
We consider both the tetragonal and cubic perovskite MAPDIS;,
which we denote as the “¢-MAI” and “c-MAI” slab models,
respectively.

The finite slab models are constructed with three different
orientations of the MA cation with respect to the top surface
(as shown in Fig. 2): (i) the apolar model, in which half of the
MA cations have their -NH; or -CH; groups pointing upward
(and half pointing downward), (ii) the topC model, in which the
CHj; group of MA cations orients towards the upper vacuum in
all layers, and (iii) the topN model, in which the NH; group of
the MA cation aligns towards the upper vacuum in all layers.

Mater. Adv,, 2021, 2,1665-1675 | 1667


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ma00853b

Open Access Article. Published on 29 mis Kevardhu 2020. Downloaded on 16/10/2025 10:49:02.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Paper

View Article Online

Materials Advances

,
J
¢
.
Lo
-
Mﬂ'
©
&
~fo
2

e R e e
0 5 O

,
£
&
¢
0
g
i

o
£

b
¢
4‘#
4'

Fig. 2 Top and side views of (a) cubic and (b) tetragonal MAPbI3(001) surfaces with MAI terminations for topC, topN and apolar geometries. Two different
side views (from A and B sides) of the tetragonal MAPDbIs(001) surface are shown for clarity. H, C, N, I, and Pb atoms are represented by the white, light grey,
blue, brown, and dark grey spheres, respectively. Red arrow represents the molecular dipole of a MA cation with the NHz group as the arrow head.

The computationally optimized cell parameters for the bulk
tetragonal phase of MAPbI; are a = 8.695 A, b = 8.715 A and
¢ =12.835 A, while @ = b = ¢ = 6.351 A for the cubic phase. The
cubic MAPDI; structure employed in this study is a ferroelectric
phase, in which the MA cations align along the [100] direction,
instead of MA cations with random orientations as reported in
experiments.”®*® This cubic phase is just a model structure,
although the calculated lattice constants agree well with the
experiments.®>®" The calculated cell parameters for the bulk
tetragonal structure are comparable to the experimental

values.*®°

4.1 MAPDI; surfaces

We first look at the energetics of the finite slab models. Since
the main focus of this study is on the PCE of MAPDbI;/Cgo
heterojunctions, a detailed study on the structural phenomena
is beyond the scope of the present study. Therefore, we will
not present the structural phenomena related to surface
reconstructions. In Table 1, we summarize the valence band
edge (VBE), conduction band edge (CBE), band gap, and the
total relative energies of the ¢-MAI and the -MAI models for
perovskites with the bare surface. Generally, the MAI model

Table 1 Calculated valence band edge VBE, conductance band edge CBE, band gap, total DFT-D energy and the relative energies of the MAPbI5 slab

models for different MAI orientations

Structure Surface VBE CBE Band gap Total DFT-D energy Total energy relative
(model) geometry [ev] [eV] [ev] [eV] to the topC (t-MAI) [eV]
Cubic (c-MAI) TopC —5.412 ~3.683 1.729 —33296273.965 3.550

TopN —4.682 —3.763 0.919 —33296271.732 5.783

Apolar —-5.114 —3.705 1.409 —33296272.945 4.570

Other works 1.38% 1.51°

Expt. 1.61°¢
Tetragonal (--MAI) topC —5.398 —3.912 1.486 —33296277.515 0.000

topN —4.657 —3.582 1.075 —33296273.703 3.812

apolar —4.917 —3.645 1.272 —33296275.013 2.502

Other works 1.607

Expt. 1.55°

@ Ref. 62. ” Ref. 63. © Ref. 64. ¢ Ref. 42. ° Ref. 65.
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with tetragonal structures (relative energies range from 0.0 to
~3.8 €V) is more stable than the ¢-MAI with cubic structures
(relative energies range from ~3.6 to ~5.8 eV). Among them,
the +-MAI model with the topC orientation is the most stable
structure with a bandgap of 1.486 eV in agreement with other
studies.*>°® The predicted bandgap of ~1.73 eV for the ¢-MAI
model with the topC orientation is comparable to the experi-
mental value of 1.61 €V.*! The calculated VBE and CBE for the
t-MAI model phases are —4.66 to —5.40 eV and —3.58 to
—3.91 eV, respectively. For the ¢-MAI model, the calculated
VBEs range from —4.68 to —5.41 eV and the CBE ranges from
—3.68 to —3.76 eV. Note that although the GGA-PBE calcula-
tions usually underestimate the bandgap of semiconductors,
the agreements are due to the fortuitous cancellation of the
GGA underestimated gap and the excluding of the spin-order
interaction, which tends to overestimate the gap.®®

4.2 MAPDI;/Cg, heterojunctions

We now examine the PCE of the MAPbI;/Cg, heterojunctions.
Using the t-MAI and ¢-MAI slab models, we introduce one Cg,
molecule on several positions on the MAPbI; surface, as shown
in Fig. 3. We then perform a structural optimization of the
various models, and identify the energy levels of the MAPDI;
and Cgo by examining the KS orbitals. Then, the energy levels of
the acceptor Cqo LUMO (Efypmo) and the donor MAPbI; HOMO/
LUMO (EﬁOMO/ESUMO) are found by the KS energy eigenvalues.
Then, the PCE (1) of the MAPDbI;/Cg, heterojunction solar cell is

topC / topN

Fig. 3 Position of a fullerene Ceo on (a) cubic and (b) tetragonal
MAPbI3(001) surfaces with MAI terminations for topC/topN and apolar
geometries: (i) aboveC, (i) aboveN, (iii) abovel, and (iv) bridge. H, C, N, |,
and Pb atoms are represented by the white, light grey, blue, brown, and
dark grey spheres, respectively. H, C, N, |, and Pb atoms are represented by
the white, light grey, blue, brown, and dark grey spheres, respectively.

© 2021 The Author(s). Published by the Royal Society of Chemistry
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obtained by determining the HOMO-LUMO gap of MAPbDI;
E; = Edomo — Edomo and the electron-hole pair dissociation
energy AE = Efumo — Eiumo-

4.2.1 Kohn-Sham (KS) orbitals and energy eigenvalues.
We first investigate the MAPDI;/Cy, heterojunction with
tetragonal-phase perovskites based on the ¢-MAI slab models.
The optimized structures of the tetragonal-phase hetero-
junctions with a topC, topN, and apolar geometries are
illustrated in Fig. S1-S3 (see the ESI}). In Fig. 4, we show the
spatial distribution of the KS orbitals from the HOMO—1 to
LUMO+3 of a MAPbI;/Cg, heterojunction for the topC geometry
with Cg, at the aboveC, abovel, and apolar positions. In general,
the HOMO—1 and LUMO+3 mainly localized in MAPbI; though
some orbitals can be found in the Cg, molecule. On the other
hand, the orbitals of the LUMO+1 and LUMO+2 are not strictly
localized in the fullerene C4, molecule, but expand to the first
and second layers of MAPbI;. Here, the highest and lowest
occupied molecular orbitals of MAPbI; are denoted by the
HOMO and LUMO+3, respectively. The LUMO, LUMO+1, and
LUMO+2 are the three energy levels of the (originally three-fold
degenerate) LUMO of Cg, as shown in Fig. 4. An interesting
feature, which can be observed from the spatial distribution of
the KS orbital is that the HOMO of a heterojunction with Cg, at
the aboveC position on a topC orientation is located not only in
the Cgo molecule, but also in the top to the bottom (whole)
layers of MAPDI;. For the case of a topN heterojunction (see
Fig. S7 in the ESIt) with Cg, at the abovel or bridge position,
the KS orbitals of the HOMO level can be found only in the
bottom layer of MAPbI;. The KS orbitals of the MAPDbI;/Cgo
heterojunctions with the apolar geometry have a similar spatial
distribution to the case with the topN geometry, as shown in
Fig. S8 (ESIT). However, there is a distinct difference between
Fig. 4 (topC geometry) and Fig. S7 and S8 (ESIY) (topN & apolar
geometries) in the KS wave function at the HOMO and
HOMO-1 levels. The former has enough amplitude in the
upper perovskite surface and even in Cq, but the latter has
almost no amplitude in the upper perovskite surface and Ceo.
From this comparison, we find that the topC surface is
compatible with Cgo but the topN surface is incompatible
with Cg. This is clear evidence of the symmetry breakdown
due to the asymmetry of the MA molecule. Due to this effect,
topC geometry has a deeper HOMO energy compared with the
other geometries. In the same reason, the topC geometry has a
deeper energy of the LUMO+3 level (i.e., the CBE of MAPDI;),
which results in a relatively higher photo-energy conversion
efficiency (PCE). The PCE of the PSCs will be discussed later.

Optimized structures of the cubic-phase heterojunctions for
different surface geometries are shown in Fig. S9-S11 (in the
ESIY). For the case of cubic-phase heterojunction, the topC case
with Cgo on the abovel position could not converge during
geometrical optimization. Therefore, we only discuss the topC
case with Cgo on the aboveC and apolar positions. The KS
orbitals from the HOMO—1 to LUMO+3 of a cubic-phase
MAPbDI;/Cs, heterojunction for various surface geometries are
shown in Fig. S9-S11 (ESIt). In general, the KS orbitals of the
cubic-phase heterojunction exhibit behaviors similar to those

Mater. Adv., 2021, 2,1665-1675 | 1669
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Fig. 4 Calculated Kohn—-Sham orbitals and energy eigenvalues of a MAPbI3/Cgo heterojunction with tetragonal MAPbls from HOMO—-1 to LUMO+3
levels. Yellow and blue denote plus and minus regions of the orbitals. The perovskite has a topC geometry with a fullerene Cgo on the (a) aboveC,

(b) abovel and (c) bridge positions.

of the heterojunction with tetragonal-phase structures. For the
case of the topN and apolar geometries, it is interesting to see
that some orbitals of the HOMO and HOMO—1 are located at
lower layers only. Similar to the case of tetragonal-phase
heterojunctions, the orbitals of the LUMO+1 and LUMO+2 are
located not only in Cg, but also in the first and second layers of
MAPDI,.

4.2.2 Structural stabilities and binding energies of
MAPDI;/Cgo PSCs. Stability of MAPDI; structures is important
for achieving efficient PSCs. Fig. 5(a) illustrates the total DFT-D
energies of a MAPbI;/Ce, heterojunction relative to the topC-
aboveC configuration. The corresponding numerical values are
summarized in Table S1 (ESIt). As seen from Fig. 5(a), the most
stable bare MAPDI; surface is the tetragonal perovskite with the
topC orientation. The next stable finite MAPbI; slab with the
bare surface is the tetragonal perovskite with the apolar orien-
tation. The instability for the finite MAPbI; slab with the bare
surface for the tetragonal MAPDI; increases as -MAI & topC >
t-MAI & apolar > t-MAI & topN, while it increases as ¢-MAI &
topC > ¢-MAI & apolar > ¢-MAI & topN for the cubic MAPDI;.
From Fig. 5(a), it is seen that the order of stability remains the
same as the bare MAPDI; surface of tetragonal MAPDI;, regard-
less of the adsorption position of C4, on the tetragonal MAPbI,
surface. The introduction of Cg, on the cubic MAPbI; surface,
however, shows an unexpected energetic behavior. In particular,
the total energy of MAPDI,/Cy, heterojunctions with cubic MAPbI;

1670 | Mater. Adv., 2021, 2, 1665-1675

does not show any obvious dependence on the MA orientation, as
well as on the adsorption position of Cg, on the cubic MAPbI;
surface.

In Fig. 5(b), we show the calculated binding energy of the
MAPDI;/Cg, heterojunction and the corresponding numerical
values are listed in Table S4 (ESIt). The basis set superposition
error (BSSE) was not considered in the calculations because the
Dmol® code can only implement the BSSE calculations on an
isolated system. On the other hand, it is widely accepted that
the BSSE effect is minimized and can be neglected when the
numerical basis set is used.*®*° In addition, Inada and Orita
confirmed that the numerical basis set implemented in DMol®
is very small in comparison with the Gaussian basis set.®” This
is because the DMol® code adopts exact DFT spherical-atomic
orbitals, which are generated numerically. The binding energy
Ey, is defined as E, = E(MAPbI;/Cqy) — E(MAPDI;) — E(Ceo),
where E(MAPDI;/Cg), E(MAPDI;) and E(Ce) are the total energies
for the heterojunction, MAPbI; and isolated Cgo. Generally, the
binding energies of MAPbI;/Cs, PSCs with cubic MAPbI; are
stronger than that of the heterojunction with the tetragonal
structure. For both the cubic and tetragonal MAPDI;, the binding
energies do not strongly depend on the adsorption position of Cg,
on the MAPbI; surface. Both the cubic and tetragonal MAPbI;
have the binding trend of topN > apolar > topC.

4.2.3 Electron-hole pair dissociation energy and photo-
energy conversion efficiency. In order to gain insight into the

© 2021 The Author(s). Published by the Royal Society of Chemistry
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charge separation mechanism of MAPbI;/Ce, heterojunctions,
we examine the energy gap, exciton dissociation energies, and
the PCEs, as shown in Fig. 6. The calculated energy gap E,, the
dissociated energy of the electron-hole pair AE, and the PCE y
of a MAPDI;/Cg, heterojunction with tetragonal and cubic
MAPDI; are summarized in Tables S2 and S3 (ESIT), respec-
tively. Fig. 6 provides a comparative relationship of the energy
gap of MAPDI;, the exciton dissociation energy, and the PCE of
MAPDI;/Cqo heterojunctions between tetragonal and cubic
MAPDI;. In general, the MAPDI;/Cqy heterojunctions with
the cubic MAPbI; have the HOMO-LUMO gap of MAPbDI;
E, > 1.7 eV and dissociation energy of the electron-hole pair
AE > 0.8 eV. In this case, the separation of photo-generated
electron-hole pairs occurs at the interface, leading to a PCE of
n ~ 10%. The heterojunction with the tetragonal perovskites
has a lower energy gap of E, < 1.7 eV. However, the separation
of photo-induced charge occurs only in the topC geometry with
a PCE of 1 > 14% because this configuration has a low exciton
dissociation energy of AE < 0.7 eV,

Both the topN and apolar geometries have almost similar
values of energy gap E, and exciton dissociation energy AE.
The electron-hole pair dissociation energy AE for the tetra-
gonal MAPbI; with the topC orientation is ~0.48-0.70 eV,
which is lower than that of the topN and apolar geometries
~ 0.84-0.98 eV. Compared with the topN or apolar case,

© 2021 The Author(s). Published by the Royal Society of Chemistry

the topC geometry has a higher energy gap of E; ~ 1.7 eV
and a smaller exciton dissociation energy of AE ~ 0.7 eV.
However, the topC case with Cg on the abovel position is an
exceptional case. It has the smallest exciton dissociation energy
AE =0.48 eV and the smallest energy gap of E, = 1.41 eV.

The heterojunction with the topC orientation exhibits a high
PCE of n > 14%. The PCE (n*) values calculated using the
three-fold degenerate LUMO of Cg( fullerene are 1-3% higher
than 7 (ESIf). Among the -MAI slab models with the topC
orientation, the highest PCE of n ~18.7% is realized when Cgo
is on the top of iodine or on the abovel position. It has a higher
efficiency of n* ~ 19.2%, if the three-fold degenerate LUMO of
Ceo is considered. On the other hand, the tetragonal-phase
heterojunction with topN and apolar orientations does not
yield nonzero PCE, implying that charge transfer does not
occur at the MAPbI;-Cq, interface. Comparison to the hetero-
junction with tetragonal MAPDI;, the cubic-phase heterojunc-
tion has a larger exciton dissociation energy of AE > 0.8 eV and
a higher energy gap of E; > 1.7 eV, as summarized in Table S3
(ESIY). It is interesting to see that all the heterojunctions have a
PCE of > 9%.

The interesting trends in the energy gap, the exciton disso-
ciation energy, and the PCE in Fig. 6 can be understood by
considering the effect of the surface electric dipole of MAPDI;,
originating from the organic MA cation, as shown in Fig. 2.

Mater. Adv, 2021, 2,1665-1675 | 1671
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Fig. 6 (a) Energy gap of MAPblz £4 (b) exciton dissociation energy and (c) photo-energy conversion efficiency of a MAPbIz/Cgo heterojunction for

different Cgo adsorbed sites based on Tables S2 and S3 (ESIT). Orientations of the MA cation with respect to the (001) surface are: topC (black), topN (red)
and apolar (blue). Open symbols (Fig. S8(b) and(c), ESIT) represent the results obtained by taking the average value of the three-fold degenerate LUMO of

Ceo fullerene.

This polar MA cation can rotate at room temperature and the
positive charge is localized around the NH; group.®® Therefore,
the topC geometry with the CH; orienting towards the upper
vacuum in all layers is favorable for the injection of photo-
induced electrons into the LUMO of fullerene, as well as for the
enhancement of the stability (as shown in Fig. 5(a)). The built-
in electric field due to the inward pointing surface dipole of
the MA cation of the topC geometry facilitates an oriented
electron transport to fullerene and reduces charge recombination.
For the particular case of the abovel configuration, the separation
of photogenerated electron-hole pairs is significantly enhanced
by taking the advantage of electronegativity of iodine. Therefore, it

1672 | Mater. Adv, 2021, 2,1665-1675

has the lowest exciton dissociation energy of AE ~ 0.5 eV and
the highest PCE of n ~ 19%. For the topN geometry, the
outward pointing surface dipole leads to an internal field that
reduces the stability of the MAPDI;/Cs, heterojunction, as
shown in Fig. 5(a). For the cubic MAPbDI;, one interesting
feature, which can be seen from Fig. 6, is that the HOMO-
LUMO gap of MAPbI; E,, the exciton dissociation energy AE,
and the PCE do not have an obvious dependence on the
orientation of MAI and the location of Cg, on the MAPDI;
surface. This is attributed to the relatively weak polar behavior
(and therefore, the built-in electric field) of the cubic MAPDI; as
compared to the tetragonal phase.

© 2021 The Author(s). Published by the Royal Society of Chemistry


http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0ma00853b

Open Access Article. Published on 29 mis Kevardhu 2020. Downloaded on 16/10/2025 10:49:02.

Thisarticleislicensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

(cc)

Materials Advances

In the present study, our predicted PCE values are compar-
able to the reported values of ~20% for the HTM-free PSC
based on a MAPbI; with FATCNQ molecules as the electron
acceptor.®® Cojocaru et al. studied the effect of temperature on
the PCE of MAPbI; with both HTM and ETM layers.®® They
reported a PCE of 1 ~ 14% at temperature T ~ 30 °C, and the
efficiency decreases to n ~ 5% at T > 55 °C. The performance
decline of perovskite solar cells is also reported experimentally
by Schwenzer et al.”® Our calculations show that the tetragonal
MAPDI;/Cg, heterojunction with the Cg, on the aboveC position
of the topC MAPbDI; surface has the highest PCE of n ~ 19%,
whereas the PCE of the heterojunction decreases to n ~ 10%
for the case of a high-temperature cubic MAPbI;. Since we
consider only one Cgo on a MAPDI; surface of 2 x 2 periodicity
in-plane, the predicted PCE could be higher if a full coverage of
Ceo on the MAPDI; surface is performed. The present GGA-PBE
calculation predicts bandgap values of MAPbI; surfaces that
agree reasonably well with the experiments, as discussed
earlier. This is due to the fortuitous cancellation of the GGA
underestimated gap and the lack of the electron-hole coupling
of exciton, which overestimates the optical gap.®® Nevertheless,
our calculated PCE values may not be accurate due to the use of
GGA-PBE eigenvalues for E; and AE, although they will give a
rough estimation.

5 Conclusions

In summary, we have performed first-principles DFT calculations
on the photo-energy conversion efficiency (PCE) of MAPbI;/Cq,
heterojunctions. Finite slab models of both tetragonal and cubic
MAPDI;(001) surfaces with MAI terminations are considered.
A fullerene Cg is introduced to different positions of the MAPbI;
surface. Our studies reveal that the stability, the exciton dissocia-
tion efficiency, and the PCE of the heterojunction with the
tetragonal MAPDI; strongly depend on the nature of the MAPbI;
surfaces. The MAPDI;/Cy, heterojunction with CH; of the MA
cation orienting towards the upper vacuum in all layers is
energetically more stable than the MAPDbI; with the CH; orienting
towards the upper vacuum in all layers (the topN geometry), or
the MAPbI; with half of the MA cations having their -NH; or
—-CH; groups pointing up (and half pointing down) (the apolar
geometry). In this case, the built-in field forms from the inward
pointing the surface electric dipole of the MA cations of the
topC geometry promoting the electron transfer to fullerene and
suppressing charge recombination, implying an electric-dipole
aided charge separation. The recent experimental observations of
the enhancement of PCE in the MAPbI; solar cells by coupling
the perovskites with ferroelectrics or by applying an electrical
poling further support the importance of this phenomenon.””>
Recently, Yu et al. studied the effect of Lewis base and graphene
on the performance of MAPbI3 solar cells.”® Their study demon-
strates the important role of the interface dipole in the improved
performance of PSCs by facilitating the electron extraction via
graphene. The separation of photogenerated electron-hole pairs
is further enhanced when Cg, is located directly on the top of

© 2021 The Author(s). Published by the Royal Society of Chemistry
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iodine. We find that the functionalization of topC-MAPDbI; with a
fullerene can achieve a high PCE of n > 14%, and the highest
efficiency of # ~19% can be achieved when the fullerene is
located directly on the top of iodine. However, a drawback is that
this heterojunction can harvest light and convert to energy only if
the fullerene (or an electron transport material) is located on
MAPDI; with the topC geometry, but not the topN or apolar
geometry. A fullerene absorbed on a cubic MAPbI; surface gives a
lower PCE of n ~10%, although the stability and PCE do not
sensitively depend on the MA orientation and the Cg, position on
the MAPDI; surface.
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