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Complete structure and cation orientation in the
perovskite photovoltaic methylammonium lead
iodide between 100 and 352 K†

Mark T. Weller,*a Oliver J. Weber,a Paul F. Henry,b Antonietta M. Di Pumpoac and
Thomas C. Hansenc

The methylammonium cation in [CH3NH3]PbI3 demonstrates increasing

positional disorder on heating from 100 K to 352 K. In the tetragonal

phase, stable between 165 K and 327 K, the cation is disordered over

four sites directed toward the faces of the distorted cubic [PbI3]�

framework and migrates towards the cavity centre with increasing

temperature.

The hybrid perovskite phase methylammonium lead iodide
(MAPbI3) has attracted increasing amounts of scientific atten-
tion since its identification as a highly efficient and low cost
photovoltaic material.1 Device efficiencies have rapidly risen to
17.9%,2 while significant questions still remain regarding the
device physics, especially the dynamic response under working
conditions,3 and also the fundamental structural properties
of the material as a bulk solid and dynamically in operando.
Full structural definition of the phases of MAPbI3 has been
hindered by the inherent complexity of the hybrid perovskite,
with disorder in both organic and inorganic components
observed in the higher temperature phases,4 and the inherent
limitations of X-ray diffraction techniques; these include an
inability to distinguish the near isoelectronic atoms carbon and
nitrogen, and difficulty in locating the light atom positions in
the presence of the heavy atoms, Pb and I.

In previous studies the highest temperature phase, T 4 327 K,
has been part-refined (heavy atoms) in the cubic Pm%3m space
group from powder X-ray diffraction (PXD) data5 and in the
tetragonal P4mm space group from single crystal X-ray diffraction
data (SXD) at 400 K.6 The tetragonal phase, adopted between
165 and 327 K, has been refined in the space group I4cm at 293 K
from SXD6 and I4/mcm symmetry from PXD data.5 Neither of these
models identified hydrogen atom position and the orientation of

the methylammonium cation remained unclear. Note that
Swainson et al.7 could not definitively extract the [CH3ND3]+

cation position in the tetragonal phase of CH3ND3PbBr3 but the
data suggested C–N orientation towards or along h001i or h110i.
The orthorhombic phase, found below 165 K, had been originally
modelled in the space group Pna21; however this was reclassified
into Pnma as a result of the powder neutron diffraction (PND)
data obtained from CH3ND3PbBr3 at 11 K.7 The C–N bond was
found to lie normal to the b-axis, with the C - N vector
alternating in neighbouring unit cells along this axis direction.
The tetragonal to cubic phase transition has been investigated
using both PXD5 and SXD.4 14N and 2H NMR data8 have shown
that the rate of reorientation of the MA cation in the cubic phase
approaches that of a freely rotating MA ion on the picosecond
timescale, while for the tetragonal phase this rotation is increas-
ingly arrested, with MA cations distributed over eight disordered
states. In the orthorhombic (Pnma) phase, the cations are fixed
with rotation of the C–N axis restricted. Quarti et al.9 investigated
polar and apolar structural models for MA cation orientation,
finding a range of stable structures accessible within 0.1 eV per
unit cell. The possibility of domains with different orientations
existing within the same crystal was also described.

In this work we have investigated the full structure of
[CH3NH3]PbI3 using neutron powder diffraction (NPD) on a
fully hydrogenous sample. This has provided key information
on light atom positions in this heavy metal compound and
distinguished carbon and nitrogen, due to their contrasting
scattering lengths. Investigation of hydrogenous samples also
has the advantage of avoiding isotope effects, which can
markedly change phase behaviour in ammonium and alkyl-
ammonium compounds10 while also providing a strong contrast
between carbon, nitrogen, and hydrogen due to the latter’s
negative scattering length. The ability to extract good structural
information from hydrogenous materials using high flux, medium
resolution neutron diffraction instruments with large area detectors
has previously been reported.11

A sample of MAPbI3 was synthesised and its structure
investigated as summarised in the Experimental Section.‡
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Orthorhombic structure, 100 K. The structure at 100 K was
solved in Pnma previously described for CH3ND3PbBr3 at 11 K7 –
see ESI† Section S1.1 for details of the structure refinement
process, crystallographic model and derived bond lengths and
angles. In this phase the MA+ cations are fully ordered, Fig. 1,
with the –NH3 groups aligned and directed into the distorted
square face of the parent perovskite unit cell. The PbI6 octa-
hedra are slightly distorted even though this is not necessary
for the descent from cubic perovskite structure to Pnma, which
is achievable through simple titling of the octahedra; the
Pb–I–Pb angles are Pb–I1–Pb = 161.94(16)1 (along b-axis) and
Pb–I2–Pb = 150.75(12)1 (along a and c axis); the average Pb–I–Pb
bond angle is 154.51. These tilts allow the three of the four
iodide ions in one square face to move towards the –NH3 end of
the methylammonium cation and away from the –CH3 end in
the next unit cell, thereby satisfying the coordination prefer-
ences of both polar and non-polar ends of the molecules, Fig. 1.
The centroid of the methylammonium cation lies near the
centre of the cage giving reasonable strong hydrogen bonded
NH� � �I distances at 2.613(7) and 2.808(9) (�2) Å (cf. 2.598 Å in
NH4I).12 The refined anisotropic ADPs of the hydrogen atoms
indicate that both ends of the methylammonium cation are under-
going large librations at 100 K in agreement with NMR data.8

Tetragonal structure, 180 K. The structure at 180 K was investi-
gated using various models as summarized in ESI† Section S1.2.
A model in I4/mcm was employed in the final structure description
in which the MA cation adopts four possible orientations, along
h100i and equivalent directions, in the unit cell pointing closely
towards the centre of the distorted perovskite cube face (Fig. 2).
The [PbI3]� framework is considerably less distorted than in
the orthorhombic phase with Pb–I2–Pb � 2 = 157.92(15)1 and
Pb–I3–Pb = 1801 (average Pb–I–Pb bond angle 165.31) and
interactions between the –NH3 group and the framework iodide
are much weaker at 3.18(1) Å and 3.15(2) Å.

Cubic structure 352 K. See ESI† Section S1.3 for full details of
the structure model development. Above 327 K in the cubic phase
all Pb–I–Pb angles become, necessarily, 1801 and the methyl-
ammonium cation becomes orientationally disordered at the
unit cell centre primarily along the three unit cell directions with
weak NH� � �I interactions at 3.12(2) Å and 3.52(2) Å (Fig. 2).

Variable temperature data, 100–352 K. Fig. 3 shows part of
the mid-angle diffraction data collected while heating over the

temperature range 100–352 K. These data clearly show the
phase changes occurring at 165 and 327 K and the expansion
of the respective unit cells in each of the temperature ranges for
which the orthorhombic, tetragonal and cubic phase is stable.
Data collected in each temperature range were binned into
2.5 K blocks for structure analysis using SEQGSAS,13 to obtain a
structural model for MAPbI3 at each 2.5 K temperature point.
Extracted information included lattice parameter information
as well as the full coordinate and isotropic ADP information
equivalent to that obtained for each phase at 100, 180 and
352 K – though esds on these values are higher due to much
shorter counting times at each temperature point. However,
these data clearly demonstrate the behaviour of the MA+ cation
with increasing temperature, as well as the overall response of
the lead iodide framework and cell parameters. Our analysis
here is restricted to a brief discussion of the key tetragonal
phase that is stable at room temperature – further detailed
analysis will be reported in due course.

Fig. 4 shows the variation of the reduced unit cell parameter
ratio of the tetragonal phase between its formation at 165 K and
its transformation to the cubic phase at 327 K. Fig. 5 shows the

Fig. 1 The unit cell of MAPbI3 at 100 K viewed close to a-axis the showing
ADPs as 90% probability ellipsoids; lead yellow, iodine purple, carbon
black, nitrogen blue and hydrogen grey.

Fig. 2 Left: one orientation of the MA+ cation in the tetragonal phase of
MAPbI3 at 180 K; the cation is four-fold orientationally disordered around
the c-axis which is vertical in this diagram. Right: orientational disorder
modelled in the cubic phase at 352 K. Atom key as in Fig. 1 and ADP
ellipsoids at 50% probability.

Fig. 3 Stacked plot, viewed vertically, of part of the NPD data (67–881)
collected from MAPbI3 over the temperature range 100–352 K. Peaks are
shown as white and pale orange on a black background. The phase
changes at 165 and 327 K are clearly observed as is the overall unit cell
expansion.
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evolution derived Pb–I2–Pb bond angle and the x-coordinate of
the nitrogen atom of the MA+ cation over the same temperature
range. Fig. S4.3 (ESI†) shows the variation in the nitrogen atom
Uiso. These plots demonstrate that with increasing temperature
the [PbI3]� framework becomes less distorted and the MA+

group undergoes larger atomic displacements and migrates
slowly towards the centre of the perovskite cube with the
carbon and nitrogen atoms gradually adopting positions equi-
distant, at x ~ 0.46 and 0.54 respectively, from the cavity centre
with x = 0.5. These behaviours all herald the formation of the
cubic structure at 327 K.

At all temperatures the methylammonium cation in MAPbI3

is oriented towards an open face of the (distorted) cube formed
by the linked PbI6 octahedra. At low temperatures the orienta-
tion of the MA cationic is fixed as a result of hydrogen bonding

between the NH3 groups and the framework iodide atoms. This
acts as the driving force for the observed deformation of the
[PbI3]� framework producing three iodide sites closer to the
–NH3 end of the cation and three further away from the methyl
groups with the MA cation adopting a staggered formation. As
the temperature is increased the thermal motion of the cation
increases and the NH� � �I interactions weaken. At the transition
to tetragonal phase, at 165 K, the MA cations become rotational
disordered in the ab plane and disordered over four similar
orientations as found for the orthorhombic phase and directed
towards the distorted cube faces, h100i, h010i, h�100i and
h0�10i. The MA cation is displaced slightly off centre of the
unit cell with very weak hydrogen bonding interactions between
N–H and I. The –NH3 and CH3 groups undergo free, or very
unhindered, rotation around the C–N bond. Further heating
towards room temperature results in increasingly free motion
of the MA cation and a slow migration towards a central
position in the perovskite A-site cavity. This is accompanied
by a decrease in the reduced c/a ratio towards unity and
straightening of the Pb–I–Pb bonds before the transition to
the cubic phase at 327 K. In the cubic phase the MA+ cation
seems to remain directed toward the cube faces orientationally
disordered over six positions – though a high level of positional
and thermal disorder exists in this phase.

The observed high level of orientational motion of the MA+

cation at room temperature seems to be related to the excellent
photovoltaic performance of this material but also the anoma-
lous hysteresis effect that have been reported from experiment.15

Walsh et al.16 have proposed that the internal electrical fields
associated with microscopic polarisation domains contribute to
hysteretic anomalies due to variations in electron–hole recombi-
nation process. The formation of these domains is likely to be
related, in turn, to the local orientation patterns of the MA
cations and further modelling work is ongoing using the full
structural models discovered and reported in this work.

The ILL is thanked for the provision of ILL Director’s Discre-
tionary time. We would like to acknowledge the ILL for a PhD
support for A.M. Di P. O.J.W. would like to thank EPSRC
(EP/G03768X/1) for PhD studentship funding via the EPSRC
Doctoral Training Centre in Sustainable Chemical Technologies.

Notes and references
‡ Experimental Section. Synthesis: methylammonium lead iodide was
prepared according to the method of Poglitsch and Weber.14 2.5 g of
lead acetate (Sigma) was dissolved in 10 mL hydroiodic acid (aq., 57 wt%,
Sigma) in a 50 mL round bottom flask and heated to 100 1C in an oil bath.
Separately, 0.597 g of CH3NH2 (aq., 40%, Sigma) was added drop-wise to a
further 2 mL of hydroiodic acid kept at 0 1C in an ice bath under stirring.
The methylammonium iodide solution was then added to the lead acetate
solution and cooled over two hours to 46 1C, affording a black precipitate
that was filtered and dried for 12 h at 100 1C. Average yield 3.1 g, 75.2%.
The synthesis was repeated until 8 g of product had been obtained.
Neutron powder diffraction. Data were collected using the D20 instru-
ment at the ILL Grenoble operating in high take-off angle, higher
resolution mode. 8 g of finely ground MAPbI3 was placed in a 7 mm
diameter vanadium can and cooled in a cryofurnace to 180 K. Data were
collected for 90 minutes before further cooling the sample to 100 K.
A second 90 min data collection was performed at this temperature before
the sample was heated at 0.5 K min�1 to 350 K over 8.5 h. During this
temperature ramp diffraction data were collected continuously and

Fig. 4 Variation of the reduced lattice parameter ratio, c/O2a, over the
range of stability of the tetragonal phase showing its approach to unity and
formation of the cubic phase at 327 K.

Fig. 5 Top – variation in the Pb–I2–Pb angle as a function of temperature
in the tetragonal phase. Bottom – methylammonium nitrogen atom
x-coordinate over the same temperature range.

ChemComm Communication

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 2

3 
Ia

nu
ar

iu
s 

20
15

. D
ow

nl
oa

de
d 

on
 2

1/
02

/2
02

6 
10

:4
0:

38
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
View Article Online

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/c4cc09944c


This journal is©The Royal Society of Chemistry 2015 Chem. Commun., 2015, 51, 4180--4183 | 4183

binned into five minute blocks corresponding to 2.5 K data resolution. A
final data collection over 90 min was performed at 350 K. Raw diffraction
data were corrected against detector efficiency and analysed using the
GSAS/EXPGUI program suite;13 structure refinements for the long data
collections at 100, 180 and 350 K were undertaken as described in the ESI;†
SEQGSAS was used to analyse data collected during the heating ramp
in sections corresponding to the three regions of phase stability, ortho-
rhombic, 100–165 K; tetragonal 165–327 K and cubic above 327 K. Further
details of the crystal structure investigation(s) for the 100 K, 180 K and
350 K data sets may be obtained from the Fachinformationszentrum
Karlsruhe, 76344 Eggenstein-Leopoldshafen (Germany), on quoting the
depository number CSD 428898 (100 K), 428899 (180 K) and 428900 (352 K)
respectively.
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