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Engineering 3D-printed standalone conductive
nerve guides using soft bioinks for peripheral
nerve injuries
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Conductive nerve guides (CNGs) demonstrate significant regenerative capabilities for bridging critically
sized nerve defects due to their unique electrical and mechanical characteristics. However, nerve
guides fabricated from conducting polymers through conventional electrochemical methods present
challenges, including non-biodegradability and limited customization potential. Here we demonstrate
customizable 3D-printed CNGs fabricated using biocompatible bioinks composed of poly(3,4-ethylene-
dioxythiophene):polystyrene sulfonate (PEDOT:PSS) and polyvinyl alcohol (PVA) without the need for
sacrificial support. The synthesized soft bioinks composed of PEDOT:PSS/20% PVA showed enhanced
conductivity, wettability, and shear-thinning behavior. By tailoring the polymer concentration and
polymerization conditions, the standalone CNGs, fabricated using extrusion-based 3D printing, were
custom-made to match the dimensions of critically sized nerve defects in rodent PNI models. The
elimination of sacrificial layers during 3D printing avoids complex post-processing material removal and
potential residue-related cytotoxicity. As a result, the 3D-printed CNGs demonstrated excellent
biodegradability and biocompatibility. Optimizing soft bioink properties offers a simple manufacturing
approach for producing 3D-printed biodegradable and biocompatible CNGs with customizable
dimensions. Our findings address the critical need for advanced nerve guide designs tailored to treat
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1 Introduction

Peripheral nerve injuries (PNIs) refer to damage to the periph-
eral nerves caused by motor vehicle accidents, combat trauma,
and neurological disorders.™* Although the peripheral nervous
system possesses a higher regenerative capacity than the cen-
tral nervous system, functional recovery remains constrained
due to potential neuroma formation, unguided axonal growth,
and a limited regeneration rate of approximately 1-3 mm per
day.™* Autologous nerve grafts are regarded as the gold stan-
dard for PNI treatment. The clinical application of this method
is hindered by issues such as the scarcity of available nerve
donors and donor site morbidity.* Biomaterial-based nerve
guide conduits (NGCs) have been extensively studied as alter-
natives to solve the above-mentioned constraints associated
with autografts.>® NGCs made of natural components such as
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peripheral nerve injuries of varying defect sizes.

collagen and chitosan have shown ideal biodegradability and
biocompatibility for peripheral nerve repair.” However, their
clinical applications are limited due to inadequate mechanical
strength, potential immunogenic features, and suboptimal
functional recovery outcomes.®

Electrical stimulation, particularly at low frequencies, has
been shown to promote stem cell activity, guide cell migration,
enhance neurite outgrowth, and support nerve regeneration
and functional recovery.”'® Furthermore, modulation of the
electrical stimulation intensity and direction can influence cell
orientation and migratory behavior."* Conductive nerve guides
(CNGs) that facilitate electrical transmission have demon-
strated significant improvements in peripheral nerve regenera-
tion and influenced long-term neurological functions."™*
However, current conducting polymers are non-degradable,
and the electrochemical synthesis of conducting polymers
exhibits limited ability for customization."*">'® This is challenging
in the context of PNI repair as the complexity and variability of
nerve damage differ from person to person. Furthermore,
commercial conduits are generally restricted to repairing short
nerve gaps (e.g. below critically sized defects) and axonal disper-
sion remains a significant complication following transplantation.’”

© 2026 The Author(s). Published by the Royal Society of Chemistry
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To address these challenges, researchers have been actively
exploring innovative fabrication techniques to develop customiz-
able CNGs for PNIs.

Three-dimensional (3D) printing enables the highest degree
of freedom for design flexibility and offers a relatively cost-
effective alternative for producing customizable scaffolds with
greater reproducibility compared to other techniques.'® Sacri-
ficial layers are frequently employed in 3D printing of hollow
structures, as they reinforce the materials to prevent shifting or
sliding during post-curing processing."® These sacrificial layers
can be utilized for 3D printing of complex shapes including
single, bifurcated, irregular, or multi-lumen conduits.>
However, the presence of sacrificial layers requires extra post-
processing to dissolve supporting molds, which can compro-
mise the integrity of the main structure and introduce cytotoxic
chemicals, potentially limiting the 3D printing application for
clinical use.*"

Here, we introduced a new perspective through the integration
of extrusion-based 3D printing with a simple, single-component
bioink formulation of poly(3,4-ethylenedioxythiophene):poly-
styrene sulfonate (PEDOT:PSS) and polyvinyl alcohol (PVA).
PEDOT:PSS is recognized for its exceptional biocompatibility
and electrochemical stability, making it one of the most widely
used materials for neural interfaces."*** PVA is a hydrophilic
biodegradable polymer that has been widely used in tissue
engineering.”> PVA implants have been approved by the Food
and Drug Administration (FDA) for clinical treatment, such as
artificial metatarsophalangeal joint.>®*” By optimizing the
polymer concentration and physical crosslinking of PEDOT:
PSS/PVA bioinks, we successfully fabricated standalone 3D-
printed CNGs with customizable heights and improved
mechanical strength without sacrificial layers. Our bioink for-
mulation and fabrication method reduced post-processing steps
and complications associated with the cytotoxicity of sacrificial
layer materials. Importantly, the standalone CNGs made of soft
bioinks could be printed to match the critical dimensions used
to treat critically sized nerve defects in rodent PNI models.

To evaluate the fabrication of 3D-printed standalone CNGs,
we determined the microstructure and physical and mechan-
ical properties of our synthesized bioinks. The combination of
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PEDOT:PSS and higher PVA concentration led to increased
conductivity and viscosity of the bioinks. The PEDOT:PSS/
20% PVA bioinks exhibited shear-thinning behavior favorable
for extrusion-based 3D printing. Optimizing freeze-thaw cycle
times further enhanced the physical crosslinking of the poly-
mers and maintained the structural integrity of 3D-printed
CNGs. The 3D-printed nerve guides demonstrated favorable
biodegradability and biocompatibility, and the neural progeni-
tor cells (NPCs) loaded within the 3D-printed CNGs showed
enhanced neurotrophic factor secretion, which might further
facilitate NPC proliferation and axonal growth.”*! In summary,
our results highlight the development of 3D-printed standalone
CNGs composed of conductive and biodegradable bioinks, pro-
viding a simple, cost-effective fabrication strategy that maintains
structural fidelity and bioactivity without requiring complex post-
processing for treatments of various nerve defects in PNIs (Fig. 1).

2. Results and discussion

2.1. Fabrication and characterization of crosslinked bioinks

The biodegradable bioinks were fabricated by mixing PEDOT:
PSS with different concentrations of PVA (16%, 20%, and 24%).
All the bioinks exhibited a smooth surface texture following
crosslinking with no gross changes observed (Table S1). Scan-
ning electron microscopy (SEM) was performed to examine the
microstructure of the crosslinked bioinks. Results revealed that
samples with higher concentrations of PVA showed more
densely crosslinked internal structures, aligning with the pre-
vious publication.* In the presence of PEDOT:PSS, the bioinks
appeared similar to those without PEDOT:PSS, exhibiting simi-
lar smoothness and crosslinking densities (Fig. 2A). The
presence of PEDOT:PSS had no impact on the crosslinked
architecture of the bioinks, which may be attributed to the
low concentration of PEDOT:PSS utilized in the system.

The molecular composition of the bioinks was detected by
Raman spectroscopy (Fig. 2B). The spectra showed that lower
PVA concentrations exhibited higher intensities at the 3400 cm™"
peak, which corresponds to O-H bonding.** The reduced con-
centrations of PVA resulted in an effective increase in the relative
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Fig. 1 Schematic diagram of the fabrication process of 3D-printed nerve guide conduits and their potential application for peripheral nerve injury repair.
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Fig. 2 Characterization of bioinks. (A) SEM images of the cross-sectional surface of bioinks made of different concentrations of PVA (16%, 20%, and 24%)
with or without PEDOT:PSS. (B) Raman spectroscopy analysis of bioinks made of different concentrations of PVA (16%, 20%, and 24%) with or without

PEDOT:PSS. Scale bar = 100 um.

water concentration in the collected samples, indicating that
water balance exerted a greater impact on the molecular structure
at reduced PVA densities. Therefore, changing the water content
can potentially influence the physical properties of 3D-printed
CNGs. Additionally, all sample groups exhibited high peaks at

608 | Mater. Adv, 2026, 7, 606-617

2900 cm™ ', representing C-H bonding, with a common trend of
lower concentrations of PVA correlating with higher intensities.**
Samples with PEDOT:PSS showed peaks around 1450 cm™ ',
which were correlated with the presence of carbon-carbon double
bonds (C—C), which were abundant in PEDOT:PSS thiophene

© 2026 The Author(s). Published by the Royal Society of Chemistry
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rings.>> No significant vibration was observed among the six
groups, indicating that the formation of the crosslinked bioinks
was a physical process and that no new chemical bonds were
generated.

Numerous nerve conduits have been developed over the past
decades. Fang et al.’® reported a multiscale CNG with hierarch-
ical fibers for nerve repair, and it exhibited a comparable
outcome in neural functional recovery compared to autologous
grafts in their animal models. PVA has seen an increase in use
for 3D printing due to its ease of use, flowability, and cost-
effectiveness.’” Recent attention has been directed toward
developing novel PVA-based NGCs with enhanced properties.
Jhang et al.*® reported an electrospun film made of PVA and
carbon nanotubes, exhibiting favorable biocompatibility and
conductivity for fabrication of NGCs. Stocco et al.*® developed a
hybrid scaffold composed of oxidized PVA and bioactivated
chitosan sponges, which was highly biocompatible in mouse
models. Nevertheless, PVA itself lacks regenerative signals and
exhibits limited ability for manipulation post-transplantation,
and thus additional components are often required for fabrica-
tion of NGCs to achieve better therapeutic outcomes.’® PED-
OT:PSS has garnered increasing interest for developing CNGs
and scaffold conduits, with reported applications in neural
engineering. PEDOT:PSS/PVA composites have been applied
as active radiation-sensing compounds.>* Furlani et al.*" fabri-
cated an injectable hydrogel combining PEDOT:PSS with gela-
tin, which exhibited excellent biocompatibility with rat
astrocytes. Liu et al.**> developed porous PLGA fibers coated
with PEDOT:PSS, which promoted peripheral motor function
recovery in rats. Lu et al*® fabricated a PEDOT:PSS/PVA/
poly(acrylic acid) (PAA) film to improve the optrode-neural
tissue interface. Babaie et al.** developed a PVA/PEDOT scaffold
using electrospun fibers, which promoted neural differentia-
tion after electrical stimulation. We developed mechanically
adaptive bioelectronics using PEDOT:PSS films to interface
with peripheral nerves, enabling long-term neuromodulation
in growing rats."* We further explored different crosslinking
additives to enhance the electrical and mechanical properties
of PEDOT:PSS.>* Leveraging the advantageous properties of
PVA and PEDOT:PSS, we developed bioinks with excel-
lent conductivity, hydrophilicity, and mechanical properties,
enabling their use in 3D printing applications. The versatility
of 3D printing allowed us to create customizable CNGs for
peripheral nerve injury repair. The high conductivity of the 3D-
printed CNGs is highly desirable as it plays an important role in
promoting nerve regrowth,'*** while their robust mechanical
properties will be critical to withstanding the natural physio-
logical forces following injury.*®*”

2.2. Physical and mechanical properties of crosslinked
bioinks

Conductivity measurements were performed on the formulated
bioinks to characterize their inherent electrical properties.
PVA concentration was identified as an independent factor
influencing the conductivity of the bioink (p < 0.001), while
PEDOT:PSS did not make a significant difference (p = 0.150).

© 2026 The Author(s). Published by the Royal Society of Chemistry
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Although an increasing trend of conductivity was observed
when PEDOT:PSS was added to the PVA bioinks, there was no
statistically significant difference between the two paired
groups. In the presence of PEDOT:PSS, 24% PVA bioinks
showed significantly higher conductivity compared to those
with 16% PVA (p < 0.001; Fig. 3A). The wettability of different
bioinks was analyzed via contact angle measurement. PVA
concentration showed independent effects (p = 0.002), while
PEDOT:PSS had no particular effect on wettability (p = 0.106).
However, for the 20% PVA formulation, the water contact angle
was significantly reduced when PEDOT:PSS was introduced
(p = 0.004). Upon the addition of PEDOT:PSS, bioinks
with greater PVA concentrations showed elevated water contact
angles, indicating increasing material hydrophobicity (Fig. 3B).
The rheology of different bioinks was examined to evaluate
viscosity and yield stress properties by oscillatory sweep tests.
All bioinks displayed shear-thinning viscoelastic behavior
demonstrated by the loss in viscosity with increasing applied
shear rate following oscillatory rheological tests (Fig. 3C).
Notably, the yield stress demonstrated a significant enhance-
ment with increasing concentrations of PVA (p = 0.007; Fig. 3D).

The addition of PEDOT:PSS is known to increase electrical
conductivity in polymer composites,*®*® whereas higher PVA
content is known to increase crosslinking density.>> However,
the small ratio of 0.1% PEDOT:PSS in PVA explained the
insignificant increase in conductivity in this study. The concen-
tration of PVA led to the development of bioinks exhib-
iting enhanced conductivity when combined with PEDOT:PSS.
This might also be attributed to the increased crosslinked
morphology and the more densely interconnected polymer
networks.>

Biocompatibility is an essential requirement for any bioma-
terial intended for use in medical implants, and surface hydro-
philicity is one of the key factors affecting the cell adhesion to
polymers.”"*> When introducing PSS into PEDOT, PEDOT:PSS
achieves better performance in supporting cell proliferation
and adhesion.*® PVA is also considered as a highly hydrophilic
polymer, and it has been applied as a surface coating to achieve
a more hydrophilic surface.>® All bioinks demonstrated surface
hydrophilicity in this study. Although PEDOT:PSS was not taken
as an independent influential factor, the bioink composed of
PEDOT:PSS and 20% PVA still showed a more hydrophilic char-
acteristic compared to the 20% PVA bioink alone.

Given that the bioinks were predominantly composed of
PVA, the elevation in PVA concentration substantially influ-
enced the material properties due to the increased density
of entangled polymer chains.*® This alteration also affected
the conductivity, wettability, and mechanical properties of
the bioinks.** Although the bioink containing 24% PVA with
PEDOT:PSS exhibited superior mechanical properties, its high
viscosity may hinder printing viability due to the shear stress
encountered within the nozzles.>® Consequently, the formula-
tion of 20% PVA with PEDOT:PSS was deemed optimal for the
3D printing of CNGs, as it provided a favorable balance between
conductivity, wettability, and the requisite shear-thinning
viscoelastic behavior essential for extrusion-based 3D printing.

Mater. Adv., 2026, 7, 606-617 | 609
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Fig. 3 Physical and mechanical properties of the synthesized bioinks. (A) Conductivity, (B) contact angle, and (C) rheological characterization of bioinks
composed of different concentrations of PVA (16%, 20%, and 24%) with or without PEDOT:PSS. (D) Mechanical properties of bioinks composed of
different concentrations of PVA (16%, 20%, and 24%) with PEDOT:PSS. * p < 0.05, ** p < 0.01, and *** p < 0.001.

2.3. Mechanical properties and degradability of 3D-printed
structures

A classical freeze-thaw method was employed as the primary
mechanism for physical crosslinking of bioinks to achieve the
structural integrity required for 3D-printed CNGs. The 3D
extrusion-based printability of the 20% PVA with PEDOT:PSS
bioink was evaluated by varying the freezing-thawing para-
meters. The influence of freezing time on the structural integ-
rity of 3D-printed CNGs was assessed by direct visual
comparison. A longer freezing time resulted in improved struc-
tural stability, enhanced printability, and denser crosslinking
within the 3D-printed CNGs (Table S2). Hollow, cylindrical
CNGs were printed without support materials and customized
to match the dimensions needed to treat critically sized nerve
defects in rodent PNI models (Fig. 4A). The 3D-printed standa-
lone CNGs of varying dimensions were assessed for compres-
sive stiffness. With a constant 2-mm width difference between
the inner and outer diameters of the printed CNGs, minimal
changes in material stiffness were observed when varying the
CNG heights (p = 0.807) and sizes (p = 0.290; Fig. 4B). The
challenge lay in the printing method used to construct standa-
lone CNGs using soft polymer bioinks, which needed to be
adjusted for their viscosity. To enhance the printability, we
varied the freeze-thaw process by changing the freezing time of

610 | Mater. Adv., 2026, 7, 606-617

bioinks to enhance the underlying physical crosslinking.’®
Increasing freezing time led to higher-crosslinked PVA, allow-
ing for the fabrication of cylindrical CNGs with improved
structural integrity. We further evaluated whether printed
dimensions influenced the mechanical properties of 3D-
printed CNGs. We modeled CNGs with dimensions matching
the implantable nerve guides used to treat critically sized nerve
defects in small animals.”®***” Compressive mechanical test-
ing showed that the length and diameter of 3D-printed CNGs
had no significant mechanical changes to printed structures.
The use of extrusion-based 3D bioprinting in our study
offers several advantages over conventional methods that
employ electrochemistry or electrospinning for nerve guide
fabrication. Fabrication techniques, such as inkjet printing,
screen printing, and electron-beam lithography, have been
limited by various factors including low resolution, cons-
trained two-dimensional patterning capabilities, and the
intricate and costly nature of the processes.”” The 3D
extrusion-based printing, demonstrated by our process, is
more advantageous for nerve guide fabrication due to rapid
prototyping, relatively inexpensive costs of materials, and high
customization.’®*® Importantly, our CNGs can be fabricated
with customizable dimensions without sacrificial layers,
addressing the diverse needs for different peripheral nerve

© 2026 The Author(s). Published by the Royal Society of Chemistry
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after freeze—thaw cycles. (B) Stiffness of different sizes of CNGs (small: internal diameter = 4 mm, external diameter = 6 mm; large: internal diameter =
5 mm, external diameter = 7 mm). (C) Relative weight loss and (D) changes in the pH value of CNGs composed of different concentrations of PVA with or
without PEDOT:PSS in 4 weeks. (E) Cell live/dead staining on alginate-encapsulated human neural progenitor cells in 3D-printed CNGs composed of PVA
and PVA/PEDOT:PSS. (F) gPCR results of neuronal markers NTF3 and BDNF of NPCs cultured in cell culture plates (control) and alginate-encapsulated in

3D-printed CNGs composed of PVA/PEDOT:PSS. * p < 0.05; scale bar = 100 pm.

defects while reducing costs associated with post-processing
steps in 3D printing.

To assess the degradability of the CNGs, changes in weight
and pH levels were analyzed (Fig. 4C and D). Both the weight
and pH values of the CNGs across all experimental groups
exhibited a significant reduction after a four-week period
(p < 0.001). In groups containing 20% and 24% PVA, with or
without the addition of PEDOT:PSS, no significant differences
in weight loss were observed. Conversely, CNGs formulated
with 16% PVA exhibited greater weight loss compared to those
with higher PVA concentrations (p < 0.001), suggesting that
increased PVA concentrations contribute to enhanced stability.
Cho et al. also reported that a soy protein isolate containing
higher PVA concentration exhibited a longer degradation time
because PVA took relatively longer time to degrade.®’ The pH
value showed a gradual decline from 7.3 to approximately 7.1
over the four-week duration, with no significant differences
noted among the various groups. PEDOT:PSS is not classified
as an officially biodegradable material; however, it can attain
biodegradability by integrating biodegradable components,
including silk fibroin, graphene, glycerol, and PVA.**% pvA
possesses several advantageous features including high solubi-
lity and biodegradability, and thus it has been widely applied in
the modification of various materials.®* Moreover, previous

© 2026 The Author(s). Published by the Royal Society of Chemistry

studies have shown that PVA exhibits excellent stability for at
least three months in ophthalmic, orthopedic, and neural
applications,®*®® which coincides with the critical recovery
period of a 1 cm rat sciatic nerve defect,”” suggesting its
suitability as a conduit material for guided nerve regeneration.
Our findings indicated that the 3D-printed CNGs possess
relative stability and could undergo gradual biodegradation,
which would be helpful for further in vivo applications.

2.4. Biocompatibility of 3D-printed structures

Cellular components and growth factors play a crucial role in
the process of neural regeneration following injury. Research-
ers have focused on enhancing the biological functionality of
NGCs with cell supplementation emerging as a promising
strategy. Several studies have reported that NGCs loaded with
Schwann cells can yield outcomes comparable to those
achieved using autografts.®®® Additionally, neural stem cells,
which possess the capacity to differentiate into Schwann cells
or secrete growth factors, have been utilized in conjunction
with NGCs for neural regeneration.”>”%”! To assess the bio-
compatibility of the 3D-printed CNGs, human neural progeni-
tor cells (hNPCs) were first encapsulated in alginate and then
seeded into the 3D-printed CNGs. Following a culture period of
seven days, the cells showed typical round morphology in the

Mater. Adv., 2026, 7, 606-617 | 611
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3D culture system and remained highly viable within both the
PVA and PVA/PEDOT:PSS conduits, suggesting that the 3D-
printed CNGs demonstrated a high degree of biocompatibility
for cellular growth (Fig. 4E). Our results revealed that the 3D-
printed CNGs were extremely biocompatible with NPCs, and
their degradation products exhibited no biotoxicity, thereby
presenting opportunities for further implantation in animal
studies.

To further validate the potential application of the 3D-
printed CNGs for neural regeneration, quantitative real-time
PCR (RT-qPCR) was conducted on hNPC-containing 3D-printed
CNGs. A higher expression level of BDNF was observed in
alginate-encapsulated NPCs cultured in the 3D-printed CNGs
(Fig. 4E), while there was no significant difference in NTF3
expression between the 2D and 3D culture systems. The 3D
culture system has been widely applied in the field of neural
engineering since it emulates the native growth and functional
characteristics of nervous system cells.”> As a member of the
neurotrophin family, BDNF plays a key role in mediating the
early response of motoneurons to peripheral nerve injury and
in promoting subsequent neural regeneration.”? It has been
reported that enhancing neurotrophic factor secretion leads to
better axonal growth.”®*® Moreover, BDNF promotes the pro-
liferation of neural stem cells through multiple pathways while
facilitating the differentiation of the neuronal precursors.**'
We also noticed a remarkably higher BDNF expression of NPCs
cultured in CNGs after electrical stimulation in our previous
studies.”>'® Consistently, the present qPCR analysis revealed
increased secretion of neurotrophic factors by NPCs encapsu-
lated within the 3D-printed CNGs, which may promote both
proliferation and differentiation of NPCs, thereby supporting
neural regeneration following peripheral nerve injuries.

3. Conclusion

In summary, we have developed novel standalone CNGs with
customizable dimensions tailored to treat critically sized nerve
defects in rodent PNI models. By adjusting the polymer concen-
tration and crosslinking conditions, we fabricated biodegrad-
able and biocompatible 3D-printed CNGs without the support
of sacrificial layers. Our future plans include increasing the
complexity of CNG design via 3D printing and investigating the
regenerative potential of 3D-printed CNGs in rodent PNI
models for peripheral nerve repair.

4. Experimental section

4.1. Materials

Polyvinyl alcohol (PVA) (MW = 180000) and a surfactant-free
poly(3,4-ethylenedioxythiophene)-polystyrene sulfonate (PEDOT:
PSS) aqueous dispersion (1.1% in H,0) were purchased from
Sigma-Aldrich. Deionized (DI) water (>18.2 MQ) was used
throughout the study.
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4.2. Fabrication of crosslinked bioinks

The synthesis of PEDOT:PSS-added aqueous PVA bioinks was
modified from existing literature. Briefly, a series of conductive
bioinks were prepared with varying weight ratios of PEDOT:PSS
and PVA. PVA was first dissolved in DI water to obtain the 16,
20, and 24% PVA dispersions. Subsequently, a constant 10%
PEDOT:PSS was introduced into these three PVA dispersions.
The mixed bioinks were stirred at approximately 300 rpm for
two hours at 90 °C. Bioink gelation occurred following three
freeze-thaw cycles consisting of a twelve-hour freeze at —20 °C
and a six-hour thaw at room temperature. The crosslinked
bioinks were stored at 20 °C until characterization tests were
conducted.

4.3. Scanning electron microscopy (SEM)

The cross-sectional morphology of the bioinks was observed
using a scanning electron microscope (Hitachi S-4800). Bioinks
were mixed and prepared according to the method previously
described for physical crosslinking. All samples were frozen at
—80 °C overnight before lyophilization for 24 hours. Imaging
considered the secondary electrons emitted from the sample
surface under a beam of primary electrons. The cross-sectional
morphology was obtained by cutting the samples to evaluate
their internal structures.

4.4. Raman spectroscopy

Raman spectra at 532 nm were recorded using a confocal
system (Witec, 300AR) to measure the vibrational states and
characterize the molecular composition of the bioinks. Each
spectrum was obtained through three acquisitions within the
range of 0-4000 cm ', and the data were normalized across the
different sets.

4.5. Conductivity measurement

Electrical conductivity was measured using a digital four-point
probe (JG Suzhou Jingge Electronic Co., Ltd) with the corres-
ponding correction coefficient values using the manufacturer’s
software (v1.2). The diameter and thickness of each sample
were measured using a caliper and entered into the four-point
probe. Average resistivity measurements were conducted by
lowering the four-point probe onto the surface of the bioinks.
Resistivity values were measured every ten seconds for a total of
ten values per sample. All samples were measured at room
temperature. Conductivity was calculated as the inverse of
sample resistivity.

4.6. Wettability analysis

Wettability was characterized by analyzing the contact angle
measured from a single droplet of DI water on the surface of the
bioinks. At least three pictures were captured in the horizontal
position with a camera. Image] software (v1.61) was used
to determine the angle of the water droplet with the bioink
surface. The contact angle indicates the wettability of the
sample surface.

© 2026 The Author(s). Published by the Royal Society of Chemistry
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4.7. Viscosity and yield stress measurement

Viscoelastic characterizations were conducted based on oscilla-
tory shear rheology using a Discovery Hybrid Rheometer 2
(TA Instruments, New Castle, DE, USA). A sandblasted, 8-mm
parallel-plate steel geometry was lowered onto the hydrogel
surface until the axial force reached approximately 0.05 N.
The stage temperature was set to 25 °C using a Peltier plate
temperature controller. Frequency sweeps were measured from
0.1 to 100 rad s~ . The average yield stress was derived from the
peak stress on the viscosity plots prior to plastic deformation.

4.8. Fabrication of 3D-printed conductive nerve guides

The bioinks consisting of PEDOT:PSS and PVA were poured
into manufacturer-provided 3D-printing cartridges (Cellink).
The bioink cartridges were allowed to physically crosslink using
two freeze-thaw cycles consisting of a 24-h freeze at —20 °C
followed by a 1-h thaw at room temperature. All bioink car-
tridges were stored at —20 °C until they were used for 3D
printing.

Bioink cartridges were thawed at room temperature for an
hour. CNGs were modeled in the shape of a hollow cylinder
with a constant 2 mm thickness between the inner and outer
diameters matching in vivo implantable nerve guides published
from our previous work."? The 3D models were rendered using
TinkerCAD software. An Inkredible+ Bioprinter (Cellink) was
used to 3D print the CAD models using an infill resolution of
0.20 mm and a printing speed of 1 mm s~ " on a cold surface.
After a successful print, CNGs underwent two freeze-thaw
cycles consisting of a four-hour freeze at —20 °C followed by a
one-hour thaw at room temperature. CNGs were stored at
—20 °C until the compression test was conducted.

4.9. Compressive stiffness of 3D-printed conductive nerve
guides

Axial compression tests were performed on 3D-printed CNGs.
CNGs were placed on a Discovery Hybrid Rheometer 2 (TA
Instruments, New Castle, DE, USA) between the stage and a
sandblasted 8-mm parallel-plate steel geometry. The stage
temperature was set to 25 °C using a Peltier plate tempera-
ture controller. The fixture applied a compressive force at
100 um s ' up to 80% strain or plastic deformation. The
stiffness was determined from the linear elastic region of the
stress—strain curves up to 15% strain.

4.10. Degradability of 3D-printed conductive nerve guides

Degradation tests were performed on 3D-printed CNGs. CNGs
were placed in phosphate-buffered saline (pH ~ 7.4) and
soaked overnight at 37 °C before recording the initial weights
and pH (W,). The sample weight was recorded after removing
the sample from solution and gently removing moisture with
filter paper. The pH of the remaining solution was also
recorded using a digital pH meter (sensION MM374) before
returning the samples to storage at 37 °C. The weight changes
(W1/Wy x 100%) reflected the rate of degradation.

© 2026 The Author(s). Published by the Royal Society of Chemistry
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4.11. Cell culture

Human neural progenitor cells (hNPCs) derived from human
induced pluripotent stem cells (iPSCs) were cultured in cell
culture plates coated with Matrigel™ Matrix (Corning). Cells
were cultured in a complete medium composed of 48%
Dulbecco’s modified Eagle’s medium:nutrient mixture F12
(DMEM/F12, Gibco), 48% neurobasal medium (Gibco), 2% B-
27 supplement (Gibco), 1% N-2 supplement (R&D Systems), 1%
non-essential amino acids (Cytiva HyClone), 100 mM mL "
2-mercaptoethanol (BME, Fisher Scientific), 20 ng mL ™" recom-
binant human EGF Protein (EGF, R&D Systems) and 20 ng mL ™"
recombinant human FGF basic (bFGF, R&D Systems) at 37 °C and
5% CO,. The culture medium was replaced every day, and cells
were split upon reaching 80% confluency. The first three passages
of cells were used for further experiments.

4.12. Biocompatibility of 3D-printed conductive nerve guides

Cells were embedded in 1% alginate solution at a density of
1 x 10° cells per mL, and 300 pL of the cell suspension was
encapsulated into each nerve guide. The crosslinking solution
composed of 99% of the complete medium and 1% calcium
chloride (CaCl,) was added to all nerve guides and then
replaced with the complete medium after 15-min curation.
Cells were cultured in an incubator for further experiments,
and the culture medium was replaced every day. Live/dead
staining was performed to evaluate the cell viability on days
1, 3, and 7, following manufacturer’s instructions. Briefly, the
culture medium was replaced with a staining solution contain-
ing 0.5 uL mL ™" of calcein AM (Invitrogen) and 1 pL mL™" of
ethidium homodimer-1, and cells were then incubated for
20 min at room temperature. After rinsing with PBS three
times, the cross sections of the nerve guides were imaged with
a confocal imaging system (Nikon AX R Laser Scanning Con-
focal). Images were processed using Image]J (v 1.54f).

4.13. Quantitative real-time polymerase chain reaction
(RT-qPCR)

NPCs were cultured in 6-well plates and in the 3D-printed CNGs
composed of 20% PVA/PEDOT:PSS encapsulated in alginate.
RT-qPCR was conducted according to the manufacturer’s
instructions. The iScript cDNA Synthesis Kit (Bio-Rad) was used
for RNA reverse transcription. A QuantStudio™ 5 Real-Time
PCR System was used for conducting RT-qPCR. The RT-qPCR
reaction mixture was prepared using TagMan Gene Expression
Master Mix and TaqMan primers (Thermo Fisher Scientific)
glyceraldehyde-3-phosphate dehydrogenase (GAPDH Hs027
86624_g1), neurotrophin 3 (NTF3 Hs00267375_s1) and brain
derived neurotrophic factor (BDNF Hs02718934_s1). The ana-
lysis was performed using the AACT method, and the gene
expression levels were normalized by GAPDH.

4.14. Statistical analysis

At least three samples were tested for experiments in each
group. Independent Student’s ¢-tests were performed for com-
parison between two groups. One-way or two-way analysis of
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variance (ANOVA) was used for the comparison of differences
among multiple groups followed by Tukey’s multiple compar-
isons test for evaluating differences between groups. Data
were analyzed using GraphPad Prism software (v10.0.2) and a
p-value < 0.05 was considered statistically significant. All data
are presented as mean =+ standard error of mean.

Author contributions

S. S. conceptualized this study, acquired funding, supervised
the project, and designed the overall methodology. A. H., R. G.,
and Y. T. K. fabricated the bioinks, printed the conductive
nerve guides, and validated the 3D-printing and freeze-thaw
processes. L. L. performed the characterization of the cross-
linked bioink. A. H., R. G., and Y. T. K. conducted the physical
and mechanical property measurements. L. L. performed the
cell live/dead staining and RT-qPCR analysis. S. S., A. H., R. G.,
and Y. T. K. analyzed and visualized the data. A. H., R. G., and
Y. T. K. wrote the initial draft of the manuscript. S. S. and L. L.
reviewed and edited the manuscript. The manuscript was
written through the contributions of all authors. All authors
have given approval to the final version of the manuscript.

Conflicts of interest

All authors declare no conflicts of interest.

Data availability

All data generated or examined during this research are pro-
vided within this article. Further data can be accessed upon
reasonable request.

Supplementary information: images of conductive bioinks;
3D-printed conductive nerve guides with varying experimental
conditions. See DOI: https://doi.org/10.1039/d5ma00932d.

Acknowledgements

The work was supported in part by the Technology and
Research Initiative Fund (TRIF) from the University of Arizona,
the Arizona Biomedical Research Centre (ABRC) (RFGA2023-
008-10), and the Oak Ridge Associated Universities (ORAU)
Ralph E. Powe Junior Faculty Enhancement Award. This work
also received funding from the Alliance for Regenerative Reha-
bilitation Research & Training (AR3T), which is supported by
the Eunice Kennedy Shriver National Institute of Child Health
and Human Development (NICHD) and the National Insti-
tute of Biomedical Imaging and Bioengineering (NIBIB) of
the National Institutes of Health under Award Number
P2CHDO086843. The content is solely the responsibility of the
authors and does not necessarily represent the official views of
the National Institutes of Health. The authors would like to
thank Sam Kim for his help with the initial rheology testing and
Lindsay Stoy for the compressive testing.

614 | Mater. Adv., 2026, 7, 606-617

View Article Online

Paper

References

1 R. Lopez-Cebral, J. Silva-Correia, R. L. Reis, T. H. Silva and
J. M. Oliveira, Peripheral Nerve Injury: Current Challenges,
Conventional Treatment Approaches, and New Trends in
Biomaterials-Based Regenerative Strategies, ACS Biomater.
Sci. Eng., 2017, 3(12), 3098-3122.

2 X.Liu, M. Hao, Z. Chen, T. Zhang, J. Huang and J. Dai, et al.,
3D bioprinted neural tissue constructs for spinal cord injury
repair, Biomaterials, 2021, 272, 120771.

3 H.Yang, Y. Dong, Z. Wang, ]J. Lai, C. Yao and H. Zhou, et al.,
Traumatic neuromas of peripheral nerves: Diagnosis, man-
agement and future perspectives, Front. Neurol., 2023, 13,
DOI: 10.3389/fneur.2022.1039529.

4 V. K. Singh, A. Haq, M. Tiwari and A. K. Saxena, Approach to
management of nerve gaps in peripheral nerve injuries,
Injury, 2022, 53(4), 1308-1318.

5 S. Zheng, H. Wei, H. Cheng, Y. Qi, Y. Gu and X. Ma, et al.,
Advances in nerve guidance conduits for peripheral nerve
repair and regeneration, American jJournal of Stem Cells,
2023, 12(5), 112.

6 B. S. Crook, M. M. Cullen and T. S. Pidgeon, The Role of
Tissue Engineering and Three-Dimensional-Filled Conduits
in Bridging Nerve Gaps: A Review of Recent Advancements,
J. Hand Surg. Glob. Online, 2024, 6(5), 700-704.

7 X.Li, X. Zhang, M. Hao, D. Wang, Z. Jiang and L. Sun, et al.,
The application of collagen in the repair of peripheral nerve
defect, Front. Bioeng. Biotechnol., 2022, 10, DOI: 10.3389/
fbioe.2022.973301.

8 F. Mankavi, R. Ibrahim and H. Wang, Advances in Biomi-
metic Nerve Guidance Conduits for Peripheral Nerve Regen-
eration, Nanomaterials, 2023, 13(18), 2528.

9 H. Cheng, Y. Huang, H. Yue and Y. Fan, Electrical Stimula-
tion Promotes Stem Cell Neural Differentiation in Tissue
Engineering, Stem Cells Int., 2021, 1, 6697574.

10 S. Song, K. W. McConnell, D. Shan, C. Chen, B. Oh and
J. Sun, et al, Conductive gradient hydrogels allow spatial
control of adult stem cell fate, J. Mater. Chem. B, 2024, 12(7),
1854-1863.

11 X. Yuan, D. E. Arkonac, P. G. Chao and G. Vunjak-Novakovic,
Electrical stimulation enhances cell migration and integrative
repair in the meniscus, Sci. Rep., 2014, 4(1), 3674.

12 P. M. George, A. W. Lyckman, D. A. LaVan, A. Hegde,
Y. Leung and R. Avasare, et al., Fabrication and biocompat-
ibility of polypyrrole implants suitable for neural prosthe-
tics, Biomaterials, 2005, 26(17), 3511-3519.

13 S. Song, K. W. McConnell, D. Amores, A. Levinson, H. Vogel
and M. Quarta, et al., Electrical stimulation of human
neural stem cells via conductive polymer nerve guides
enhances peripheral nerve recovery, Biomaterials, 2021,
275, 120982.

14 Y. Liu, J. Li, S. Song, J. Kang, Y. Tsao and S. Chen, et al.,
Morphing electronics enable neuromodulation in growing
tissue, Nat. Biotechnol., 2020, 38(9), 1031-1036.

15 S. Song and P. M. George, Conductive polymer scaffolds to
improve neural recovery, Neural Regen. Res., 2017, 12(12), 1976.

© 2026 The Author(s). Published by the Royal Society of Chemistry


https://doi.org/10.1039/d5ma00932d
https://doi.org/10.3389/fneur.2022.1039529
https://doi.org/10.3389/fbioe.2022.973301
https://doi.org/10.3389/fbioe.2022.973301
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5ma00932d

Open Access Article. Published on 12 November 2025. Downloaded on 14/03/2026 20:12:17.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

16

17

18

19

20

21

22

23

24

25

26

27

28

29

S. Song, D. Amores, C. Chen, K. McConnell, B. Oh and
A. Poon, et al.,, Controlling properties of human neural
progenitor cells using 2D and 3D conductive polymer scaf-
folds, Sci. Rep., 2019, 9(1), 19565.

P. Meena, A. Kakkar, M. Kumar, N. Khatri, R. K. Nagar and
A. Singh, et al., Advances and clinical challenges for trans-
lating nerve conduit technology from bench to bed side for
peripheral nerve repair, Cell Tissue Res., 2021, 383(2),
617-644.

A. Schwab, R. Levato, M. D’Este, S. Piluso, D. Eglin and
J. Malda, Printability and Shape Fidelity of Bioinks in 3D
Bioprinting, Chem. Rev., 2020, 120(19), 11028-11055.

H. Montazerian, M. G. A. Mohamed, M. M. Montazeri,
S. Kheiri, A. S. Milani and K. Kim, et al., Permeability and
mechanical properties of gradient porous PDMS scaffolds
fabricated by 3D-printed sacrificial templates designed with
minimal surfaces, Acta Biomater., 2019, 96, 149-160.

K. Liu, L. Yan, R. Li, Z. Song, J. Ding and B. Liu, et al., 3D
Printed Personalized Nerve Guide Conduits for Precision
Repair of Peripheral Nerve Defects, Adv. Sci., 2022, 9(12),
2103875.

S. Aabith, R. Caulfield, O. Akhlaghi, A. Papadopoulou,
S. Homer-Vanniasinkam and M. K. Tiwari, 3D direct-write
printing of water soluble micromoulds for high-resolution
rapid prototyping, Addit. Manuf., 2022, 58, 103019.

M. Rahman, T. Mahady Dip, R. Padhye and S. Houshyar,
Review on electrically conductive smart nerve guide conduit
for peripheral nerve regeneration, J. Biomed. Mater. Res.,
Part A, 2023, 111(12), 1916-1950.

R. Gangopadhyay, B. Das and M. R. Molla, How does PEDOT
combine with PSS? Insights from structural studies, RSC
Adv., 2014, 4(83), 43912-43920.

M. Reynolds, L. M. Stoy, J. Sun, P. E. Opoku Amponsah, L. Li
and M. Soto, et al., Fabrication of Sodium Trimetaphos-
phate-Based PEDOT:PSS Conductive Hydrogels, Gels, 2024,
10(2), 115.

N. Golafshan, M. Kharaziha and M. Fathi, Tough and
conductive hybrid graphene-PVA: Alginate fibrous scaffolds
for engineering neural construct, Carbon, 2017, 111, 752-763.
E. Dzinovic, L. Clark, N. Keyhani, N. A. Morhiby, P. Byford
and S. Wang, et al., Bioinspired Physico-Chemical Surface
Modifications for the Development of Advanced Retentive
Systems, Adv. Mater. Technol., 2024, DOI: 10.1002/admt.
202400928.

S. Kehoe, X. F. Zhang and D. Boyd, FDA approved guidance
conduits and wraps for peripheral nerve injury: A review of
materials and efficacy, Injury, 2012, 43(5), 553-572.

P. Lu, L. L. Jones, E. Y. Snyder and M. H. Tuszynski, Neural
stem cells constitutively secrete neurotrophic factors and
promote extensive host axonal growth after spinal cord
injury, Exp. Neurol., 2003, 181(2), 115-129.

N. Kamei, N. Tanaka, Y. Oishi, T. Hamasaki, K. Nakanishi
and N. Sakai, et al., BDNF, NT-3, and NGF Released From
Transplanted Neural Progenitor Cells Promote Cortico-
spinal Axon Growth in Organotypic Cocultures, Spine,
2007, 32(12), 1272.

© 2026 The Author(s). Published by the Royal Society of Chemistry

30

31

32

33

34

35

36

37

38

39

40

41

42

43

View Article Online

Materials Advances

S. Ahmed, B. A. Reynolds and S. Weiss, BDNF enhances the
differentiation but not the survival of CNS stem cell- derived
neuronal precursors, J. Neurosci., 1995, 15(8), 5765-5778.
O. Islam, T. X. Loo and K. Heese, Brain-Derived Neuro-
trophic Factor (BDNF) has Proliferative Effects on Neural
Stem Cells through the Truncated TRK-B Receptor, MAP
Kinase, AKT, and STAT-3 Signaling Pathways, Curr. Neuro-
vasc. Res., 2009, 6(1), 42-53.

C. M. Hassan and N. A. Peppas, Structure and Applications
of Poly(vinyl alcohol) Hydrogels Produced by Conventional
Crosslinking or by Freezing/Thawing Methods. in Biopoly-
mers PVA Hydrogels, Anionic Polymerisation Nanocomposites,
Springer, Berlin, Heidelberg, 2000, pp. 37-65, DOI: 10.1007/
3-540-46414-X_2.

N. Ghosh, S. Roy, A. Bandyopadhyay and J. A. Mondal,
Vibrational Raman Spectroscopy of the Hydration Shell of
Ions, Liquids, 2023, 3(1), 19-39.

F. Adar Interpretation of Raman Spectrum of Proteins. 2022,
37, 9-13, 25.

M. Stavytska-Barba and A. M. Kelley, Surface-Enhanced
Raman Study of the Interaction of PEDOT:PSS with Plasmo-
nically Active Nanoparticles, J. Phys. Chem. C, 2010, 114(14),
6822-6830.

Y. Fang, C. Wang, Z. Liu, J. Ko, L. Chen and T. Zhang, et al.,
3D Printed Conductive Multiscale Nerve Guidance Conduit
with Hierarchical Fibers for Peripheral Nerve Regeneration,
Adv. Sci., 2023, 10(12), 2205744,

S. Mallakpour, F. Tabesh and C. M. Hussain, A new trend of
using poly(vinyl alcohol) in 3D and 4D printing technolo-
gies: Process and applications, Adv. Colloid Interface Sci.,
2022, 301, 102605.

J. C. Jhang, J. H. Lin, C. W. Lou and Y. S. Chen, Biodegrad-
able and conductive PVA/CNT nanofibrous membranes
used in nerve conduit applications, J. Ind. Text., 2022,
51(1_suppl), 10485-1065S.

E. Stocco, S. Barbon, E. Zeni, L. Cassari, A. Zamuner and
A. Gloria, et al., Development of Two-Layer Hybrid Scaffolds
Based on Oxidized Polyvinyl Alcohol and Bioactivated Chit-
osan Sponges for Tissue Engineering Purposes, Int. J. Mol.
Sci., 2022, 23(20), 12059.

P. Zarrintaj, E. Zangene, S. Manouchehri, L. M. Amirabad,
N. Baheiraei and M. R. Hadjighasem, et al., Conductive
biomaterials as nerve conduits: Recent advances and future
challenges, Appl. Mater. Today, 2020, 20, 100784.

F. Furlani, M. Montanari, N. Sangiorgi, E. Saracino,
E. Campodoni and A. Sanson, et al., Electroconductive
and injectable hydrogels based on gelatin and PEDOT:PSS
for a minimally invasive approach in nervous tissue regen-
eration, Biomater. Sci., 2022, 10(8), 2040-2053.

K. Liuy, S. Yan, Y. Liu, J. Liu, R. Li and L. Zhao, et al.,
Conductive and alignment-optimized porous fiber conduits
with electrical stimulation for peripheral nerve regenera-
tion, Mater. Today Bio, 2024, 26, 101064.

Y. Lu, Y. Li, J. Pan, P. Wei, N. Liu and B. Wu, et al., Poly(3,4-
ethylenedioxythiophene)/poly(styrenesulfonate)-poly(vinyl
alcohol)/poly(acrylic acid) interpenetrating polymer

Mater. Adv,, 2026, 7, 606-617 | 615


https://doi.org/10.1002/admt.&QJ;202400928
https://doi.org/10.1002/admt.&QJ;202400928
https://doi.org/10.1007/3-540-46414-X_2
https://doi.org/10.1007/3-540-46414-X_2
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5ma00932d

Open Access Article. Published on 12 November 2025. Downloaded on 14/03/2026 20:12:17.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Materials Advances

44

45

46

47

48

49

50

51

52

53

54

55

56

57

networks for improving optrode-neural tissue interface in
optogenetics, Biomaterials, 2012, 33(2), 378-394.

A. Babaie, B. Bakhshandeh, A. Abedi, J. Mohammadnejad,
I. Shabani and A. Ardeshirylajimi, et al., Synergistic effects
of conductive PVA/PEDOT electrospun scaffolds and elec-
trical stimulation for more effective neural tissue engineer-
ing, Eur. Polym. J., 2020, 140, 110051.

S. A. Omer, K. H. McKnight, L. I. Young and S. Song,
Stimulation strategies for electrical and magnetic modula-
tion of cells and tissues, Cell Regen., 2023, 12(1), 21.

M. Anderson, N. B. Shelke, O. S. Manoukian, X. Yu,
L. D. McCullough and S. G. Kumbar, Peripheral Nerve
Regeneration Strategies: Electrically Stimulating Polymer
Based Nerve Growth Conduits, CRB, 2015, 43(2-3), DOL
10.1615/CritRevBiomedEng.2015014015.

F. Zhang, M. Zhang, S. Liu, C. Li, Z. Ding and T. Wan, et al.,
Application of Hybrid Electrically Conductive Hydrogels
Promotes Peripheral Nerve Regeneration, Gels, 2022, 8(1), 41.
A. Serafin, M. C. Rubio, M. Carsi, P. Ortiz-Serna, M. ]J.
Sanchis and A. K. Garg, et al., Electroconductive PEDOT
nanoparticle integrated scaffolds for spinal cord tissue
repair, Biomater. Res., 2022, 26(1), 63.

H. Yuk, B. Lu, S. Lin, K. Qu, J. Xu and ]J. Luo, et al., 3D
printing of conducting polymers, Nat. Commun., 2020,
11(1), 1604.

H. Deng, L. Lin, M. Ji, S. Zhang, M. Yang and Q. Fu, Progress
on the morphological control of conductive network in
conductive polymer composites and the use as electroactive
multifunctional materials, Prog. Polym. Sci., 2014, 39(4),
627-655.

R. Pignatello, Advances in Biomaterials Science and Biomedi-
cal Applications, BoD - Books on Demand, 2013, p. 572.

J. Bai, G. Ge, Q. Wang, W. Li, K. Zheng and Y. Xu, et al.,
Engineering Stem Cell Recruitment and Osteoinduction via
Bioadhesive Molecular Mimics to Improve Osteoporotic
Bone-Implant Integration, Research, 2022, 9823784.

C. H. Zhang, F. Yang, W. ]J. Wang and B. Chen, Preparation
and characterization of hydrophilic modification of poly-
propylene non-woven fabric by dip-coating PVA (polyvinyl
alcohol), Sep. Purif. Technol., 2008, 61(3), 276-286.

X. Di, Q. Ma, Y. Xu, M. Yang, G. Wu and P. Sun, High-
performance ionic conductive poly(vinyl alcohol) hydrogels
for flexible strain sensors based on a universal soaking
strategy, Mater. Chem. Front., 2021, 5(1), 315-323.

K. Bower, M. Ornek, T. Ansell and I. E. Gunduz, Micro-
structures and failure in 3D printed viscous materials, Addit.
Manuf., 2023, 74, 103710.

B. S. Chee, G. Goetten de Lima, D. M. Devine and
M. J. D. Nugent, Investigation of the effects of orientation
on freeze/thawed Polyvinyl alcohol hydrogel properties,
Mater. Today Commun., 2018, 17, 82-93.

J. Kim, ]J. Jeon, ]J. Y. Lee, B. Khoroldulam, S. G. Choi and
J. Y. Bae, et al., Electroceuticals for Regeneration of Long
Nerve Gap Using Biodegradable Conductive Conduits and
Implantable Wireless Stimulator, Adv. Sci., 2023, 10(24),
2302632.

616 | Mater. Adv, 2026, 7, 606-617

58

59

60

61

62

63

64

65

66

67

68

69

70

71

View Article Online

Paper

D. N. Heo, S. ]J. Lee, R. Timsina, X. Qiu, N. J. Castro and
L. G. Zhang, Development of 3D printable conductive
hydrogel with crystallized PEDOT:PSS for neural tissue
engineering, Mater. Sci. Eng., C, 2019, 99, 582-590.

J. Koffler, W. Zhu, X. Qu, O. Platoshyn, J. N. Dulin and
J. Brock, et al., Biomimetic 3D-printed scaffolds for spinal
cord injury repair, Nat. Med., 2019, 25(2), 263-269.

Q. Zhao, C. Liu, Y. Chang, H. Wu, Y. Hou and S. Wu, et al.,
Low-Temperature 3D Printing Technology of Poly (Vinyl
Alcohol) Matrix Conductive Hydrogel Sensors with Diversi-
fied Path Structures and Good Electric Sensing Properties,
Sensors, 2023, 23(19), 8063.

D. Cho, A. N. Netravali and Y. L. Joo, Mechanical properties
and biodegradability of electrospun soy protein Isolate/PVA
hybrid nanofibers, Polym. Degrad. Stab., 2012, 97(5), 747-754.
M. Y. Teo, K. Lim, K. C. Aw, S. Kee and J. Stringer, Towards
biodegradable conducting polymers by incorporating sea-
weed cellulose for decomposable wearable heaters, RSC
Adv., 2023, 13(37), 26267-26274.

M. Seiti, A. Giuri, C. E. Corcione and E. Ferraris, Advance-
ments in tailoring PEDOT: PSS properties for bioelectronic
applications: A comprehensive review, Biomater. Adv., 2023,
154, 213655.

G. G. D. Silva, P. J. A. Sobral, R. A. Carvalho, P. V. A. Bergo,
O. Mendieta-Taboada and A. M. Q. B. Habitante, Biodegrad-
able Films Based on Blends of Gelatin and Poly (Vinyl Alco-
hol): Effect of PVA Type or Concentration on Some Physical
Properties of Films, J. Polym. Environ., 2008, 16(4), 276-285.
S. Maruoka, T. Matsuura, K. Kawasaki, M. Okamoto,
H. Yoshiaki and M. Kodama, et al.,, Biocompatibility of
Polyvinylalcohol Gel as a Vitreous Substitute, Curr. Eye
Res., 2006, 31(7-8), 599-606.

M. 1. Baker, S. P. Walsh, Z. Schwartz and B. D. Boyan, A
review of polyvinyl alcohol and its uses in cartilage and
orthopedic applications, J. Biomed. Mater. Res., Part B, 2012,
100B(5), 1451-1457.

T. Ruhl, T. Christer, S. C. Rhode and ]J. P. Beier, Time course
of functional recovery after 1 cm sciatic nerve resection in
rats with or without surgical intervention - measured by grip
strength and locomotor activity, Neurosci. Res. Lett., 2023,
190, 78-84.

X. Xiaohalati, J. Wang, Q. Su, Y. Wang, J. Liu and H. Li, et al.,
A materiobiology-inspired sericin nerve guidance conduit
extensively activates regeneration-associated genes of
Schwann cells for long-gap peripheral nerve repair, Chem.
Eng. J., 2024, 483, 149235,

Y. Wang, W. Li, H. Jia, F. Zhai, W. Qu and Y. Cheng, et al,
KLF7-transfected Schwann cell graft transplantation promotes
sciatic nerve regeneration, Neuroscience, 2017, 340, 319-332.
T. H. Le, Y. Kim and H. Yoon, Electrical and Electrochemi-
cal Properties of Conducting Polymers, Polymers, 2017,
9(4), 150.

Z.Yang, Y. Yang, Y. Xu, W. Jiang, Y. Shao and ]. Xing, et al.,
Biomimetic nerve guidance conduit containing engineered
exosomes of adipose-derived stem cells promotes peripheral
nerve regeneration, Stem Cell Res. Ther., 2021, 12(1), 442.

© 2026 The Author(s). Published by the Royal Society of Chemistry


https://doi.org/10.1615/CritRevBiomedEng.2015014015
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5ma00932d

Open Access Article. Published on 12 November 2025. Downloaded on 14/03/2026 20:12:17.

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

(cc)

Paper

72 R. Ayala-Caminero, L. Pinzén-Herrera, C. A. R. Martinez and
J. Almodovar, Polymeric scaffolds for three-dimensional
culture of nerve cells: a model of peripheral nerve regeneration,
MRS Commun., 2017, 7(3), 391-415.

© 2026 The Author(s). Published by the Royal Society of Chemistry

View Article Online

Materials Advances
73 C. E. McGregor and A. W. English, The Role of BDNF in
Peripheral Nerve Regeneration: Activity-Dependent Treat-

ments and Val66Met, Front. Cell Neurosci., 2019, 12, DOI:
10.3389/fncel.2018.00522.

Mater. Adv., 2026, 7, 606-617 | 617


https://doi.org/10.3389/fncel.2018.00522
http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d5ma00932d



