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In this laboratory-scale experiment we report the treatment of carcinogenic Cr(vi) and 4-chlorophenol by
ferromagnetic ZrO,/FesO4 nano-heterojunctions supported on chitosan. A combination of different
semiconductors with different photo-activities has proven to be a tested and effective technique for
harnessing solar light in waste water treatment. The prepared heterojunction and its composite with
chitosan has been characterized by X-Ray Diffraction (XRD), Fourier Transform Infra Red spectroscopy
(FTIR), High Resolution Transmission Electron Microscopy (HRTEM), Small Area Electron Diffraction
(SAED), Vibrating Sample Magnetometry (VSM), Energy Dispersive X-ray analysis (EDX), UV-visible
spectrophotometry and Brunauer—Emmet-Teller surface area analysis (BET). Treatment of
chlorophenols is challenging because of their hydrophobicity and stability. In our study we have reported
excellent results for the dechlorination of 4-chlorophenol and the results were analyzed in terms of
Liquid Chromatography-Mass Spectrometry (LC-MS), Chemical Oxygen Demand analysis (COD) and

emission. 88.6% of 4-CP degradation was achieved in the presence of ZrO,/FezO4/chitosan in 3 h under
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Accepted 22nd January 2016 sunlight and a reduction of 90.2% for Cr(vi) was obtained. The heterojunction formation leads to charge

separation and decreased recombination of charge carriers. The synergistic effects of charge separation
in the heterojunction, alcohols, peroxide, magnetism and adsorption with essential explanation of
mechanisms make this study important and promising.
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has given rise to the search for new hybrid nanomaterials.
Among various applications of semiconductor nanoparticles,

1. Introduction

Harnessing of solar energy for the removal of persistent
pollutants from water systems with an economically viable
method has remained a major challenge. The deterioration of
the environment and growing demand for fresh and clean water
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photocatalysis has been most exploited'* due to its efficiency,
potential and cost-effectiveness. The photocatalytic efficiency
can be enhanced by optimizing the lifetime of charge carriers or
by minimizing the electron-hole combinations. One such
strategy is the formation of mixed or coupled semiconductors or
the formation of heterojunctions. Coupled semiconductors or
nano-heterostructures have been found to be highly beneficial
in the removal of various organic and inorganic pollutants
using advanced oxidation processes.>® Magnetic nanoparticles
consisting of semiconductors, especially iron oxides, have been
widely used in low cost adsorption, photocatalysis, and drug
delivery etc.'® The current need is to remove the resistant
contaminants with novel materials through adsorption,
advance oxidation processes (AOPs), magnetic recovery and
sensitization. Conversion of harmful organic and inorganic
wastes into ones with low toxicity in aqueous solutions under
mild conditions is one of the most promising techniques.
Among various notorious pollutants hexavalent chromium
(Cr(vp) is the one which is released frequently into waste water
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by tanning and painting industries.'>** Its removal from waste
water is of crucial importance because it is carcinogenic and can
easily get into the food chain.”®™ One of the most preferred
methods to treat Cr(vi) in waste water is the transformation of
Cr(vi) to Cr(m).

This is an essential characteristic of photocatalytic tech-
nology for water treatment because the toxicity of inorganic
substances depends on their oxidation state. For example,
photocatalysis can reduce Cr(vi)'*"” to Cr(m) which is signifi-
cantly less toxic and can be easily precipitated during a reaction
as Cr(OH); as a solid waste.*®

Among other pollutants, chlorophenols represent an
important class of intensively researched pollutants."*>*
Chlorophenols are one of the priority pollutants as per the U.S.
EPA.”® 4-Chlorophenol (4-CP) is used in pharmaceuticals, dyes,
explosives, disinfectants and antiseptics. It is a highly toxic
pollutant>*** which is carcinogenic and mutagenic too. The
disposal of chlorophenols, bromophenols, and nitrophenols
etc. has been a matter of serious concern according to envi-
ronmental standards. Various methods have been employed for
its remediation viz. adsorption, microbial degradation, chem-
ical oxidation and photocatalytic removal. Removal of phenols
by environmental friendly and cost effective photo-oxidation
and dechlorination has remained most promising and
convincing.

Various coupled metal oxides and heterojunctions such as
ZnO-Ti0,,** TiO,-Fe;0,,>” Fe;0,-Cr,03,*® TiO,—Cu,S** and
ZnO-ZnSe* have been used by researchers worldwide for pho-
tocatalytic removal of various pollutants. Due to its lower band
gap of 2.2 eV and magnetism, Fe;O, makes an interesting
candidate for heterojunction formation. Fe;O4-based nano-
materials have been successfully used in waste water treatment
as they are cost effective and possess adsorption capacity, bio-
compatibility, visible region absorption and stability.*** In
addition, in combination with H,0,, it forms a Fenton system
which is highly efficient in the production of reactive oxygen
species.

Nano ZrO, finds roles in various applications of nano-
materials®**~” due to its crystallinity, semiconductor behavior,
tunable structural and morphological properties and long life
span. ZrO, exists in polymorphs as monoclinic, tetragonal, and
cubic phases. A lot of work has been reported for the degrada-
tion of phenols and Cr(vi) photoreduction using various nano-
materials. The special interest in this laboratory-level
experiment is the synthesis of magnetic ZrO,/Fe;O, hetero-
structures supported on chitosan and used for Cr(vi) photore-
duction and 4-chlorophenol degradation. The synergism
between adsorption, photocatalysis, pH, the presence of
alcohol, scavenger and magnetic properties brings out a prom-
ising magnetically recoverable nanomaterial with high recycling
efficiency.

2. Materials and methods
2.1 Materials

Analytical grade zirconium oxychloride, ferrous chloride, ferric
chloride, ammonium hydroxide, chitosan, 4-chlorophenol (4-
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CP), potassium dichromate, hydrogen peroxide, isopropanol,
and ethanol were acquired from Sigma Aldrich and used
without any further purification.

2.2 Synthesis of photocatalysts ZrO,/Fe;0, (ZF)

Fe;0, nanoparticles were synthesized by co-precipitation of Fe**
and Fe®" with NH,OH by the usual reported method.* 0.1 g of
synthesized Fe;O, nanoparticles was dispersed in a solution
containing 20% ethanol and 80% distilled water. 1 mL of NH;
solution was added and stirred for 1 h. To this solution, an
aqueous solution of ZrOCl, and 30% NH; was added. After 3 h
of stirring the solution was refluxed. The obtained nano-
particles were filtered and sintered at 200 °C for 2 h.

2.3 Synthesis of ZrO,/Fe;0,/chitosan (ZFC)

0.5 g of chitosan was dissolved in a solution containing 20 mL
ethanol and 80 mL distilled water. To this solution 0.1 g of the
synthesized Fe;0, nanoparticles was added and stirred for 2 h.
To this solution an aqueous solution of ZrOCl, and NH,OH
solution was added and stirred for 3 h at room temperature. The
filtered particles were washed with distilled water. The nano-
materials were vacuum dried at 80 °C.

2.4 Characterization

The crystal structure, phase purity and grain size of ZF and ZFC
were obtained using an XPERTpro X-ray diffractometer. Scher-
rer’s formula was employed to determine the crystallite size and
Bragg’s law was used for the d-spacing and lattice parameters.
The FTIR spectra of the nanoparticles were recorded with the
KBr pellet method using a Nicolet 5700 FTIR spectrometer. The
SEM micrographs were taken with a LEO 435 VP instrument. A
FEI Tecnai F20 transmission electron microscope was used for
the high resolution transmission electron microscopy (HRTEM)
images and for small area electron diffraction (SAED).
Elemental analysis was done by an energy dispersive X-ray
(EDX) spectroscopy instrument equipped with SEM. The
ultraviolet-visible spectra (UV-vis) were recorded using
a Systronics 2202 double beam spectrophotometer. Magnetic
studies were carried out using a vibrating sample magnetom-
eter (Microsense EV7, USA) up to a field of 10 000 Oe.

2.5 Optical/band gap studies

For computation of the optical band gap and band structure,
a suspension of 5 mg of Fe;0,, ZrO,, ZF and ZFC in ethanol was
prepared. After ultrasonication of 1 h the UV-visible spectrum
was obtained. The direct band gaps were then calculated using
the Tauc relation.

2.6 BET studies

The Brunauer-Emmett-Teller (BET) surface areas of ZF and ZFC
were determined using a NOVA 2200e Quantachrome set up
over a relative pressure range of 0.05-0.90 using nitrogen as
a purge gas.
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2.7 Photoreduction of Cr(vi) under solar light

The photocatalytic activity of ZF and ZFC was tested using
a carcinogenic Cr(vi) compound as the target pollutant in
aqueous solution. All the experiments were performed under
solar light. In a typical procedure 50 mg of the sample was
added to 100 mL of K,Cr,0; solution (70 mg L™ ). The pH of the
solution was maintained at 2. The solution was then kept in the
dark to establish an adsorption-desorption equilibrium. Then
the reaction system was exposed to direct sunlight (intensity 30
x 10% 4 100 Ix). The Cr(v1) reduction was then evaluated spec-
trophotometrically (at A = 540 nm) using the standard diphe-
nylcarbazide (DPC) method.* The effect of pH, hydrogen
peroxide and ethanol was also studied. The temperature of the
system was maintained at 30 & 0.5 °C in a double walled pyrex
glass vessel containing the slurry and was surrounded by
a thermostatic water circulation arrangement.

2.8 Photodegradation of 4-chlorophenol under solar
illumination

The photocatalytic activity of the ZF and ZFC nanomaterials was
tested against 4-chlorophenol as a target pollutant under
natural sunlight. Prior to solar illumination, the photocatalyst
(0.01 g) was added to 100 mL aqueous solution of 4-CP (20 mg
L") and kept in the dark with stirring to establish an adsorp-
tion-desorption equilibrium. The solution was placed in
sunlight in a double walled cylinder with water circulation to
keep the temperature constant. After fixed intervals of time an
aliquot of solution was taken and the absorbance was recorded
at 280 nm. The degradation results were also analyzed in terms
of the decrease in chemical oxygen demand determined by the
closed reflux method using potassium dichromate as the
oxidant under acidic conditions. The unreacted oxidant was
determined by titrating with ferrous ammonium sulphate using
ferroin indicator.*® After 1 h of degradation LC-MS was carried
out. The liquid chromatography-mass spectrometry was carried
out using QTOF LC-MS MS LC-MS, Waters, USA. The gradient
HPLC separation was coupled with electrospray ionization
(ESI)-mass spectrometry. The solvent used as the mobile phase
was acetonitrile : water (1 : 1). The evolution of CO, was tested
by a saturated BaCl, test.

2.9 Materials reuse

To study the reusability and effectiveness of ZF and ZFC for
further use, the photocatalytic experiments for the photore-
duction of Cr(vi) and degradation of 4-CP were performed for 6
continuous cycles. The experiments were of 2 h duration for
Cr(vi) and 3 h for 4-CP.

3. Results and discussion

3.1 Characterization

3.1.1 FTIR analysis. Fig. 1a shows the FTIR spectrum of the
Zr0,/Fe;0, nanoparticles (ZF). The peak at 470 cm™*,*' 575
em ™ ',* and 3410 cm ! corresponds to the Zr-O, Fe-O and O-H
stretching frequencies respectively. In the FTIR spectrum of
ZrO,/Fe;0,/chitosan (ZFC) the peaks for Zr-O and Fe-O are

This journal is © The Royal Society of Chemistry 2016
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shifted to lower wavenumbers of 465 and 569 cm . This may be
due to bonding with the chitosan matrix. The peaks at 1114
em™ ', 1589 ecm™ ', and 3390 cm ' are assigned to the C-O
stretching, C=0 stretching and O-H stretching vibrations for
the chitosan moiety. This confirms the successful formation of
ZF and ZFC.

3.1.2 XRD analysis. The XRD pattern of ZFC is given in
Fig. 2. The peaks at 26 = 31.7°, 35.18°, 50.5° and 60.4° reveal the
diffraction planes of (111), (200), (220) and (311) (marked in
black) respectively which confirms the cubic form of ZrO, as per
JCPDS file no. 27-0997.** Some additional peaks are also
observed which are due to the simultaneous presence of
monoclinic forms of ZrO,. The peaks at 30.7°, 35.5°, 43.9°,
54.1°, and 63° correspond to the (220), (311), (400), (422) and
(440) diffraction planes of the spinel cubic structure of Fe;0, in
good agreement with JCPDS file no. 65-3107.**

There may be some missing peaks both for ZrO, and Fe;O,
because of the presence of the chitosan matrix. In addition
peaks below 30° represent diffraction due to chitosan chains.*
The average crystallite size calculated for the ZFC nanoparticles
is 27.3 nm using Bragg’s diffraction law. The d-spacings for
planes (220), (311), (400), (422), and (440) for Fe;O, are 2.93,
2.63, 2.09, 1.79, and 1.48 A, respectively. Similarly the d-spac-
ings for the (111), (200), (220) and (311) planes for c-ZrO, are
2.81, 2.56, 1.82, and 1.51 A respectively.

3.1.3 SEM/EDX analysis. The SEM images of ZF are repre-
sented in Fig. 3a and b at a lower and higher magnification. We
see the uniform and spherical particle formation with porosity.
In the SEM image of ZFC (Fig. 3c) the chitosan matrix with
a rough surface is visible with metal oxide nanoparticles spread
over it. The composite shows a higher hierarchy as compared to
ZF. The EDX pattern of ZFC (Fig. 4a) shows the presence of Fe,
Zr, O, C and N elements which confirms the formation of the
ZFC nanocomposite.

3.1.4 Magnetic properties. The M-H curves for ZF and ZFC
as obtained from the VSM studies are given in Fig. 4b and c
respectively. The magnetization hysteresis loop of the ZF
nanoparticles shows that the material exhibits a typical ferro-
magnetic behavior. The saturation magnetization (M;) and the
coercivity (H,) are about 65 emu g~ . It can also be inferred that
the coercivity is also very low which shows that the material
slightly lies in the superparamagnetic phase. The high H. and
M; of the ZF nanocrystals can be attributed to the magnetic
anisotropy of Fe;0, which is easily separated from aqueous
medium as represented in the inset of Fig. 4b. A similar
behavior is shown by ZFC which exhibits a lower saturation
magnetization of 42 emu g~ " which is lower than that of ZF but
is actually quite high. The higher magnetization assures the
faster and easy recovery of the materials.

3.1.5 Optical studies. The Tauc plots (Fig. 5a) as derived
from the UV-visible spectra of Fe;0,, ZrO, and ZrO,/Fe;0, were
obtained and the Tauc plots were plotted using the empirical
relation:*®

ahv = B(hy — Ep)" (1)
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Fig.1 FTIR spectrum of (a) ZF and (b) ZFC.

where a = absorption coefficient = 2.3034/l, E, = optical band
gap, B = band tailing parameter, #v = photon energy, and n =1/
2 for direct band gap semiconductors. The optical band gaps for
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Zr0O,, Fe;0,4 and ZF are 3.01 eV, 2.22 eV and 2.52 eV respectively.
The band gap of the heterostructure lies between that of Fe;0,
and ZrO,.
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Fig. 2 XRD pattern of ZFC.

The energy bands of ZrO,, Fe;0, and ZFC were calculated
using the following relation:*’

EVB =X - Ee + OSEg (2)
ECB = EVB - Eg (3)

where Eyg and Ecg are the band edge potentials of the valence
band and conduction band respectively, E€ is the energy of the
electrons on the hydrogen scale (~4.5 eV), X is the geometric
mean of the absolute electronegativity of the constituent atoms
on the Pearson scale (PAE), and E, is the band gap of the
semiconductor in electron volts. The band gaps and band edges
as calculated are listed in Table 1.

Various experiments report that due to the formation of such
a heterostructure there is a migration of charge carriers which
eventually leads to a charge separation. Also the position of the
band edges also leads to attraction of charge carriers which leads
to accumulation of charges near the edges leading to charge
separation. In all the above work it has been proven that semi-
conductor coupling leads to increased transport, charge sepa-
ration and decreased recombination rate. The holes accumulate
on to the VB of ZrO, because of a less positive band edge and
similarly electrons accumulate near the CB of Fe;O,4 because of
the positive band edge ( negative for ZrO,). This eventually leads
to decreased recombination and charge separation.

3.1.6 BET studies. The N, adsorption isotherms for ZF and
ZFC are given in Fig. 5b and c respectively. The BET surface
areas for ZF and ZFC are 92 and 211 m” g™, respectively. Thus
the chitosan matrix helps to increase the surface area, provides
stability and prevents the particle agglomeration.

3.1.7 TEM analysis. Transmission electron microscopy of
different resolutions was applied to characterize the size and
morphology of the ZF and ZFC nanomaterials. Fig. 6a repre-
sents the TEM images of the ZF nanoparticles. Well-shaped
cubic and spherical particles were observed. The SAED pattern
(Fig. 6a inset) shows that the ZF heterostructures are highly
crystalline. The average particles size is 16-21 nm which is in
agreement with the XRD data. The HRTEM image of ZF (Fig. 6b)
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Fig.3 (a) Low resolution SEM image of ZF, (b) high resolution image of
ZF, and (c) SEM image of ZFC.

shows the clear presence of lattice fringes. The TEM images of
Zr0O,/Fe;0,4/chitosan (ZFC) are given in Fig. 6¢c and d. The TEM
image shows that the ZF nanoparticles are uniformly distrib-
uted in the chitosan matrix. The average particle size is between
23 and 29 nm. The SAED pattern (Fig. 6b inset) of ZFC indicates
that the core of the composite is nanocrystalline and all the
information agrees well with the XRD results.
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Fig. 4 (a) EDX pattern of ZFC, (b) M—H curve for ZF and (c) M—H curve
of ZFC.

3.2 Photoreduction of chromium (vi)

3.2.1 Photoreduction by ZF and ZFC. Fig. 7a shows the
photocatalytic reduction of Cr(vi) by ZF and ZFC under visible
light in aqueous solution as a function of the decrease in
absorbance of DPC-Cr(vi). A decent reduction of 71.2% was

13256 | RSC Adv., 2016, 6, 13251-13263

View Article Online

Paper
- Fe,O, ( )
ZrO,
B ZrOleeso4 (ZF)
e
E
(X]
‘E -
>
o
o~
)
< L
=
i :‘/ :/-/'
L 1 1 I ) 1 1 1
1.0 1.5 2.0 2.5 3.0 3.5 4.0 4.5
hv (ev)
200
®
180 |- —e— Adsorption ;
160 | —e— Desorption 1 b)
"o 140 [ ;
E '?
S 120 L
3 |
£ 100 |- o P
) o __®
L 8o} o °
© o e
e
g eof * o-®
3 o8
S 4l e~
> ./’
o
20| o-0-°
0 1 1 1 1 1
0.0 0.2 0.4 0.6 0.8 1.0
Relative Pressure (P/P )
450 |
400 |- —e— Adsorption
o— Desorption \
350 C )
(=]
£ 300
S
T 250 |
=]
S
a 200
o
©
[ L /
g 150 /
=
(=] L
S 100 J
- = M‘/
0 I I I L I ]
0.0 0.2 0.4 0.6 0.8 1.0
Relative Pressure (P/P )

Fig. 5 (a) Tauc plots, (b) N, adsorption—desorption isotherms for ZF
and (c) N, adsorption—desorption isotherms for ZFC.

achieved in the presence of ZF. But with ZFC as the photo-
catalyst 84.7% of Cr(vi) was reduced under solar irradiation. In
a typical mechanism due to the generation of electrons and

This journal is © The Royal Society of Chemistry 2016
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Table 1 Band gap parameters for ZF

Sample X (PAE) Eyg (eV) Ecg (eV) Eg (eV)
ZrO, 5.59 2.49 —0.30 2.82
Fe;0, 5.80 2.55 0.12 2.50

Fig. 6 (a) Low resolution TEM image of ZF (SAED inset), (b) HRTEM
image of ZF, (c) low resolution TEM image of ZFC, and (d) HRTEM
image of ZFC (SAED inset).

holes on solar irradiation, the ZF heterostructure reduces the
Cr(v1) into Cr(im) ions. Fig. S1(a)} shows the magnetic separation
of the photocatalyst from aqueous medium and Fig. S1(b)f
represents the decolorisation of DPC-Cr(vi) over time indicating
the photoreduction of Cr(vi) into Cr(m). When ZrO,/Fe;0, (ZF) is
irradiated by light with a photon energies hv > E,, excitation of
electrons from the valence band to the conduction bands takes
place, also leading to the formation of holes. The electrons (eys)
and holes (h¢g) lead to the reduction of dichromate ions Cr(vi)
to Cr(m) and the oxidation of water to O,.*® A typical mechanism
is represented in Scheme 1.

ZrO, and Fe;0, exhibit slightly different band edge positions
as reported by many in previous experiments. For ZrO,/Fe;0,
(ZF) nano-heterojunctions the electrons in the VB can be excited
to its CB with simultaneous generation of holes in its VB. The
typical arrangement as obtained from band edge data shows the
formation of a type-II heterojunction.* The CB band edge of
Fe;0, (0.12 eV) is positive as compared to that of ZrO, (—0.30
eV). There is a flow of electrons from the conduction band of
ZrO, to the conduction band of Fe;0, (the band gap of Fe;0, is
lower, so it shows higher absorbance and transition of elec-
trons). On the other hand, we observe from Table 1 that as the
valence band of ZrO, is less positive (2.49 eV) than that of Fe;0,
(2.55 €V), there is a movement of holes from the VB of Fe;0, to
the VB of ZrO,. Thus simultaneously a charge separation is

This journal is © The Royal Society of Chemistry 2016
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Fig. 7 (a) Photoreduction of Cr(vi) under solar light [initial pH 2],
Cr(v) = 70 mg L™ [temperature = 30 + 0.5 °C] and (b) ZFC perfor-
mance as photocatalyst with pH variation under solar light.

created and facilitation of movement of charge carriers is ob-
tained. In addition the chances of electron-hole combination
are reduced. The more efficient separation of e~ and h* can
increase their lifetimes and enhance the efficiency of their
transfer to the adsorbed substrates.***> Generally, only some of
the photo-excited electrons and holes migrate to the surface of
the photocatalyst and react with water and O, to produce ‘OH
groups and ‘O, reactive oxygen species. On the other side other
electrons and holes recombine with generation of heat.
However in the case of the ZrO,/Fe;0, heterojunction there is
a simultaneous charge separation and charge transfer, mini-
mizing this combination. Due to this inter-semiconductor hole
and electron transfer mechanism, the photogenerated charge
carriers can be separated efficiently. So such mixed or hetero-
nano-semiconductors can be employed for photodegradation
of pollutants or photoreduction under solar light. As per
Scheme 1, electrons reduce Cr(vi) and simultaneously holes
oxidize water to oxygen. The larger movement of electrons and
lower recombination thus bring out better photocatalytic

RSC Adv., 2016, 6, 13251-13263 | 13257
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ZFC——=ZFC—> ZFC (h*,) + ZFC(e',)
cr*

ZFC(e')

Cr6+ ZFC(e,) Cr5+ ZFC(e,) CI‘4+
2H,0 +4 ZFC (h*vb)—> 0, +4H"

Cr,0,% + 14H" +6e"—> 2Cr** + 7H,0

In presence of ethanol
h*,, + CH,CH,0H— > CH,CH;OH

'
CO, + H,0
In acidic medium
HCrO, + 7TH* + 3¢ —— Cr** +4H,0
In alkaline medium

CrO% +4H,0 +3e" —= Cr(OH), + 50H

Scheme 1

results in the ZF heterojunction. In the case of ZFC higher
reduction is observed due to the coupled case of adsorption and
photocatalysis, as in general adsorption of the pollutant facili-
tates the degradation.”*** The chitosan is a good adsorbent
which leads to adsorption of Cr(vi) onto its surface (at lower pH,
the surface of chitosan will be less negative and thus facilitates
the adsorption of Cr,0,%~ on to the surface of ZFC). As soon as
Cr(vi) is adsorbed on to the surface it is photoreduced by the
electrons. So we achieve higher results in the case of ZFC.
According to the BET studies the surface area of ZFC is higher
than that of ZF. Hence there is higher adsorption and a large
surface for the photocatalytic process.

The effect of the addition of isopropanol and ethanol as hole
scavengers is also given in Fig. 7a. It was observed that the
higher reduction of 98.5% and 92.4% was achieved in the
presence of ZFC and 0.2 mL of ethanol and isopropanol
respectively. As given in Scheme 1, the alcohol scavenges the
holes to produce alcohol free radicals which may mineralize to
CO, and water during the course of the reaction. CO, was
evolved in the present study. CO, gas generation was observed
during the degradation reaction of the BPA in the presence of
the nanomaterials. CO, gas was identified by a saturated BaCl,
solution test via white BaCOj; precipitate formation. Because of
hole depletion the recombination of electrons and holes is
prevented leading to an accelerated photoreduction by elec-
trons. Both ZF and ZFC were easily separated magnetically from
aqueous solutions and reused. The generated Cr(m) may be
adsorbed on to the photocatalyst and removed from the system.

3.2.2 Effect of pH on Cr(vi) photoreduction. Fig. 7b exhibits
the influence of pH on the photocatalytic process. It is observed
that the reduction of chromium (v1) is accelerated by lowering of
the pH. A photoreduction of 84.7%, 61.2%, 40.5% and 28.7%
was achieved in the presence of ZFC at pH 2, 4, 6 and 8
respectively. According to Scheme 1 it can be inferred that at
extreme acidic pH, the results are better and poor reduction is
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observed at basic pH. Our results are in accordance with
previous findings reporting that the metal ion reduction is
closely related to the pH of the solution.®® The surface of the
metal oxides as well as chitosan is positive at acidic pH and
negative at higher pH. So the functional groups such as -OH and
-NH, would be present as -OH," and -NH;" on the photocatalyst
surface. Therefore, the anionic species such as Cr,0,%>~, CrO,*>~,
and HCrO, , will be deposited or adsorbed well in the acidic pH
on the photocatalyst. Alternatively we can say that the lower pH
would protonate the surface of the adsorbent to a higher extent.
This results in stronger attraction between the negatively
charged DPC-Cr(vi) with the photocatalyst. It is not only the case
that the pH influences the functionality of the photocatalyst but
also the chemistry of Cr(vi). In Scheme 1 it can be seen that Cr(vi)
can occur in the form of Cr,0,>~, HCrO,, CrO,>~, and CrO; etc.
In acidic medium HCrO," is predominant but in basic medium
other forms become active.”®

3.3 Photodegradation of 4-chlorophenol

3.3.1 Adsorption and catalytic degradation of 4-CP under
solar light. Fig. 8a shows the photodegradation of 4-chlor-
ophenol in the presence of ZF and ZFC under solar illumina-
tion. It was noticed that a degradation of 66% and 88.56% was
achieved in the presence of ZF and ZFC respectively in a 3 h
experiment. The composite shows better results. The catalyst
was separated easily from the aqueous solution by the use of an
external magnet. Fig. S1(a)t depicts the magnetic separation of
the catalyst. The gradual disappearance of the absorption band
at 280 nm with time (Fig. S2) confirms the degradation of 4-CP
in the presence of the photocatalyst.

In a typical mechanism (Scheme 2), there is generation of
electron-hole pairs in the semiconductor heterostructure with
solar illumination. The photogenerated holes interact with
water to produce ‘OH which attack the 4-CP to remove chlorine
(dechlorination) and produce 1,4-benzenediol. The reaction
may further proceed to the formation of 1,2,4-benzenetriol
which, via various further steps, leads to mineralization into
simpler inorganic moieties. It is well established that many
reactive oxygen species such as "OH, ‘O,”, and HO," and h"
(shown in Scheme 2) are responsible for photocatalytic oxida-
tion reactions, among which "OH is generally found to be the
major reactive oxygen species. The lower band gap of 2.4 eV of
the ZF heterostructure facilitates higher absorbance of visible
light which forms a major part of natural sunlight.

As explained earlier there is formation of a heterojunction
with the inter-semiconductor flow of charge carriers which
leads to better charge separation, lower recombination and
higher absorbance of visible light. The holes play an important
role in the formation of hydroxyl radicals which are crucial for
dechlorination. The flow of holes from the VB of Fe;O, to the VB
of ZrO, facilitates the easy availability of charge carriers and
high absorbance. Thus the heterojunction of semiconductors
shows higher photocatalytic activity. The results in terms of
charge separation and carrier facilitation on formation of the
heterostructure are pictorially represented in Fig. 9a. ZFC and
ZF are completely magnetically recoverable.
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Fig. 8 (a) Degradation of 4-CP under solar light and (b) kinetics plots
for 4-CP degradation by ZF and ZFC in the presence of H,O, under
solar light (initial pH = 5.5, initial conc. of 4-CP = 20 mg L% and
temperature = 30 + 0.5 °C).

In the case of ZFC, the chitosan plays an important role in
the overall degradation process. We observe (Fig. S37) that the
ZF nanoparticles exhibit negligible adsorption of 7.3% in 1 h
dark experiments, while 22% of 4-CP gets adsorbed in 1 h onto
ZFC. The adsorption of CP onto the photocatalyst (ZFC)
increases the rate of photodegradation. The hydroxyl groups
and primary amino groups on the surface of chitosan provide
a large number of adsorption sites.”” Gel electrophoresis was
used to determine the polarity of ZF and ZFC in the pH range 5-
6. ZFC showed a displacement toward the positively charged
electrode under the applied potential, suggesting that the
surface of the nanocomposite is predominantly negatively
charged.

The effect of initial pH on the photodegradation of 4-CP was
also studied (Fig. S3bt) in the pH range 4-8 in the presence of
ZFC. It was observed that maximum degradation is achieved at
pH = 5.5. The degradation is lower at a lower and higher pH.

As per Scheme 3 the amino groups on the surface of chitosan
are protonated at a lower pH of 5.5 and 4-chlorophenol exists as

This journal is © The Royal Society of Chemistry 2016
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ZFC —» ZFC' —> ZFC (h',) + ZFC(e,)
ZFC (h',) + H,0 —= OH +ZFC

_ L)
ZFC(e,) +0, —= 0,

O, +H"

OH OH OH
‘oH ‘OH H
, — > H,0+CO.
C.I > multisteps 2 2
cl OH OH

4-Cl P 1,4 i 1,2,4

L]
— Ho,

In presence of H,0,

H,0, +& — = OH + OH

H,0, + hv — = 2°0H
Alternatively- Reaction by Fenton process
Fe® +H,0, — Fe® + 'OOH + H"
Fe* +'00H — Fe** + 0, +H"
Fe?* +H,0, —> Fe® +'OH + OH

Scheme 2

an anion at this pH. These positively and negatively charged
species lead to a weak bond formation between the two. If we
increase the pH beyond 6 the amino groups will no longer
remain protonated and will decrease the adsorption. However
at a lower pH phenol will be in the protonated form and would
inhibit the bonding with the chitosan matrix. Similarly at
a higher pH the amino groups of chitosan would either be in the
neutral form or as an anion. In this case also the adsorption will
not be favored. At medium pH, the superoxide radicals gener-
ated by interaction of the electrons with adsorbed oxygen react
with H' to produce hydroxyl radicals.>

At highly acidic pH there is the possibility of more hydrogen
ions being adsorbed onto the catalyst and thus decreasing the
degradation process. Also at a sufficiently lower pH leaching of
the catalyst can also be a reason for poor results.

In the case of degradation in the presence of ZFC adsorption
and the photocatalytic process occur simultaneously. The
adsorption process facilitates degradation of organic pollutants
as the adsorbed molecule is more prone to attack by radicals. As
soon as 4-CP is adsorbed onto the surface of ZFC it gets
degraded. Thus ZFC shows higher degradation. The total
concentration of CP at any time is:*

C=C,+ C, (4)

where Cp, and C; are the amount of pollutant in the bulk and on
the surface, respectively.

The amount of CP adsorbed onto the photocatalyst is given
as:

Vv
Cs=C,— Cor (5)
m
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Fig.9 (a) Band gap structure for the ZrO,—-FezO4 heterostructure and
mechanism of Cr(vi) reduction and 4-CP removal and (b) mass spec-
trum of the solution containing 4-CP after 1 hour of degradation under
solar light in the presence of ZFC (inset: COD removal in the presence
of ZFQ).

l:lNH2 +H0 ——— = |:|NH3+ +OH AtpH=55
¢ o

+H0 — +H,0* AtpH=55

Scheme 3

where V is the volume of solution and m is the mass of the
adsorbent.

In the presence of 0.6 mL H,0, and ZFC the highest degra-
dation of 95.4% of 4-CP was achieved in 3 h of solar illumina-
tion. Hydrogen peroxide is attacked by electrons from the
valence band forming ‘OH or on absorption of light it also
produces hydroxyl radicals. This will augment the degradation
process. Alternatively due to the presence of Fe**, Fe>* and H,0,
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the reaction may follow the Fenton process (as per Scheme 2)
and enhance the degradation or mineralization. The overall
degradation process of 4-CP in the presence of ZF + H,0, and
ZFC + H,0, follows pseudo first order kinetics (Fig. 8b). The rate
constants calculated from the kinetics graphs for 4-CP degra-
dation are 0.00432 min~" (R* = 0.989) and 0.00874 min ™" (R*> =
0.996) respectively. This shows that the degradation of 4-CP in
the presence of ZFC is almost twice as fast as that with ZF.

3.3.2 Mechanistic pathway of degradation. As per Scheme 2
the main species responsible for the dechlorination and
oxidation is "OH. To confirm this the same degradation exper-
iment was performed in the presence of 2 mL ¢-butanol and ZFC
under solar light. The results are given in Fig. 8a. It was
observed that the degradation was decreased to 46.5%. Tertiary
butanol is a well known "OH radical scavenger (Scheme 4) and
has been utilized in many previous experiments to confirm the
role of hydroxyl radicals in photocatalytic processes.*® The
decrease in the degradation on the addition of a scavenger (¢
butanol) is in accordance with previously reported work.

In the presence of H,0, the degradation increases. However
if we further increase the dosage of H,0O, it may behave as a "OH
scavenging species as per Scheme 5.

We have also studied the effect of the 'O, scavenger 4-
hydroxy-2,2,6,6-tetramethylpiperidinyloxy (TEMPOL) on the
degradation of 4-CP in the presence of ZFC. Scheme 4 shows the
reaction of scavenging of the superoxide radical anion by
TEMPOL. It was observed that a very small decrease in degra-
dation was achieved. It shows that "0, also participates in the
degradation process. But hydroxyl free radicals are the main
oxidation species. Our experiment results support the fact that
hydroxyl free radicals are the main species involved. However
other species may also participate in the process. Hydroxyl
radicals prove to be a major charge carrier and a mechanism
based on that has been predicted.

In order to confirm the predicted mechanism and degrada-
tion of 4-CP, LC-MS was performed after 1 hour of solar illu-
mination in the presence of the ZFC + H,0, system. The mass
spectrum is given in Fig. 9b. As per Scheme 2, the dechlorina-
tion of 4-CP leads to the formation of 1,4-benzenediol and 1,2,4-
benzenetriol. The signal at m/z = 118 (near to 117) belongs to
hydroxyl-hydroquinone (HHQ), and those at m/z = 115 (near to

In presence of t-butanol (Rate is decreased- hydroxyl free radical is a major active
species)

"OH + (CH,),COH "CH,(CH,),COH + H,0

In presence of TEMPOL (Rate is not decreased- superoxide ion radical is a minor active

species)
OH
OH
++0,
HoC CHs 2 +  H,0,
N HsC 4 CHj
HeC | CHg N
o HC || CHs
o]
OH OH
O + o,
Hscmu"a + 0, Hscrjvcm
HC || CHg HaC ’]‘ CH,
o o

Scheme 4
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H,0, +'OH —'HO, + H,0
HO, +OH —>=H,0+0,

Scheme 5

110) and at m/z = 126.7 are for 1,2,4-benzenetriol. The degra-
dation pathway may be the same as that reported by Li et al. in
1999.° The other major compounds detected are listed in
Table 2. This is represented in Scheme 1.

Table 2 Structures of intermediates detected in the LC-mass spectrum

View Article Online
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The treatment performances for dechlorination and photo-
degradation of 4-CP were also evaluated using chemical oxygen
demand (COD) analysis. By COD analysis it is possible to
measure the total quantity of oxygen required to oxidize organic
matter to simpler moieties such as water and carbon dioxide.
Fig. 9b (inset) shows the reduction in COD of 4-CP at various
reaction times under solar light in the presence of the ZFC +
H,0, system. It was observed that the COD of the solution
reduced to 37% in 3 h. It proves that significant mineralization
takes place which is also confirmed by the CO, emission

S. No m/z Structure
OH
| OH
1 126 (126.7) Ej
|
OH
OH
2 144 (144)
H
Cl OH
OH
|
3 128 (130.7) ©
Cl
OH
= OH
4 (127) 115.2 OJ\A(
6]
HO OH
5 90 (97) ‘\—<
6]
OH Hs3C HO
6 128 (118.5) O
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detected by the saturated BaCl, test. The photocatalysts ZF and
ZFC are magnetically separated from the aqueous medium and
are reused.

4. Stability and reusability

The pollutant removal capacity and reusability of ZF and ZFC
for the reduction of Cr(vi) and degradation of 4-chlorophenol
was also evaluated. The photoreduction percentage of Cr(vi) for
ZF (Fig. 10a) was reduced from 72.1% to 69.2% after 6 consec-
utive cycles. However for the composite ZFC the results were
better as the reduction decreased from 87.14% to 85.1%. In
each cycle the nano-photocatalyst was easily separated
magnetically and reused. In a similar way the reusability study

3 4 .
Cyc les 6

Fig. 10 (a) Reusability of ZF and ZFC for Cr(vi) reduction and (b)
reusability of ZF and ZFC for 4-CP degradation under solar light.
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of ZF and ZFC was also done for the dechlorination and pho-
todegradation of 4-chlorophenol under solar light (Fig. 10b). A
degradation of 91% was achieved for the first cycle for ZFC and
for the sixth cycle 87.1% was achieved. In the case of 4-CP
degradation in the presence of ZF under sunlight, 71.2%
degradation is achieved for the first cycle and 67.3% for the
sixth cycle. The decrease in photocatalytic activity on subse-
quent usages may be due to accumulation of intermediates and
pollutant molecules on the surface of the photocatalyst leading
to a decrease in reactive oxygen species. The ZFC nano-
structures are stable, reusable and magnetically recoverable.

5. Conclusions

A magnetically recoverable nano-photocatalyst ZrO,/Fe;0,/chi-
tosan was developed for multi-pollutant removal which is able
to overcome the shortcomings of other current materials and
pollution mitigation techniques. The semiconductor metal
oxide heterojunction in low dosages is efficient in photoreduc-
tion and oxidation because of charge separation, charge trans-
fer and lower recombination. In addition the chitosan matrix
provides support, surface area and an adsorbent base for faster
degradation of pollutants. The ZrO,/Fe;O,/chitosan nano-
composite was able to reduce 84.7% of carcinogenic Cr(vi) in 2 h
of solar illumination and the results were enhanced in the
presence of ethanol. We also achieved good results for the
removal of 4-chlorophenol under natural solar light as a degra-
dation of 88.16% was obtained with a further increase by
addition of hydrogen peroxide. The magnetically recoverable
photocatalyst was reusable for 6 consecutive cycles with decent
photo-activity. The most probable mechanisms were also pre-
dicted and supported. From this laboratory-scale experiment,
a chitosan supported nano-heterojunction with promising
visible light-activated photocatalytic activity for Cr(vi) and 4-
chlorophenol waste water treatment with efficient utilization of
solar energy was obtained.
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