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Electrodeposited ZnO nanoparticles on vertically
aligned carbon nanotubes (VACNTs) as promising
charge extracting electrodes for halide perovskite
devices†

Raphaëlle Belchi,ab Baptiste Pibaleau,a Mathieu Pinault,a Bernard Ratier,b

Nathalie Herlin-Boime *a and Johann Bouclé *b

This work presents an original nanostructured architecture for energy conversion applications based on

vertically aligned carbon nanotubes (VACNTs). The developed approach consists in exploiting the

directional charge transport provided by the VACNTs-based network to efficiently extract photo-

generated electrons in perovskite solar cells. High density, 20 mm-long carpets of VACNTs were

synthesised by an aerosol-assisted chemical vapor deposition (AACVD) process on aluminium substrates.

The technique of electrodeposition, usually used for thin film elaboration, was adapted to decorate

carbon nanotubes (CNTs) with ZnO nanoparticles (NPs) and reinforce the CNT scaffold. This procedure

was successful even for the high CNT carpet density used here. Then, this dense nanostructured

network was successfully infiltrated by a methylammonium lead iodide perovskite that crystallized

homogeneously between the nanotubes and all along their length, from the bottom to the top. While

this study is mainly focused on the material nano-engineering aspect, the charge extraction ability of the

system was tested by photoluminescence spectroscopy. A quantitative luminescence quenching is

demonstrated, evidencing an efficient charge transfer between the perovskite and the VACNTs/ZnO

electrode. These promising results led to the fabrication of fully working devices that demonstrated a

diode-like electrical response, characteristic of a solar cell in the dark. Considering both the possibility

to develop this architecture at the industrial scale and the obtained physical properties, electrodes based

on VACNTs decorated by ZnO NPs seem to be a relevant and promising candidate for efficient

optoelectronic devices such as perovskite solar cells.

1. Introduction

In the field of energy conversion for the development of highly
efficient and low-cost renewable energy, perovskite solar cells
(PSCs) are a very promising technology that reaches efficiencies
superior to 25%, competing with the 26.1% record of single-
crystalline silicon solar cells.1 The main advantage of this
technology is the use of highly tunable materials that are easily
deposited as thin films, enabling a low-cost elaboration. Indeed,
the perovskite material, used as a solar absorber, can be synthe-
sised from precursors in solution, which is compatible with

roll-to-roll processes.2 Nevertheless, research is still needed
to improve the global PSC performance and stability.3 In
particular, engineering charge extraction layers is crucial to
ensure selective charge extraction and efficient current collec-
tion. Usually, electron collection is ensured by the use of a
selective contact layer composed of semiconducting oxide such
as TiO2, ZnO or SnO2 and one of the strategies explored in the
literature to enhance the charge collection efficiency of PSCs
is the addition of carbon nano-objects, such as graphene
materials, in a small amount.4–7 Among these carbon nano-
objects, carbon nanotubes (CNTs) have sparked very active
research since the 2000s in the case of polymer nanocompo-
sites to improve mechanical and electrical properties,8 and
particularly in the case of organic solar cells.9 For this latter
application, the predominant idea was to exploit the photo-
induced charge transfer between a conjugated polymer absorber
and the CNTs whose anisotropy should favour the transport and
the collection of the charges towards the electrodes. It follows
from these studies that the exploitation of the anisotropy of the
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CNTs is mainly effective for charge transport only if these nano-
particles are suitably oriented perpendicular to the electrodes.10

Here, we propose an alternative strategy, which uses a net-
work based on vertically aligned carbon nanotubes (VACNTs) as
an electron extracting electrode. Such a simple system is a step
in the quest for a fully directional electron transport, reducing
the inherent charge recombination mechanisms associated
with conventional isotropic electron transport layers. In the
field of perovskite-based photovoltaics, the benefit of CNTs for
charge transport has been reported in the literature.11–14 CNTs
have been especially integrated in perovskite solar cells to
improve hole collection, for instance as an interface between
the perovskite and spiro-OMeTAD or directly mixed into the
spiro-OMeTAD layer.12 A fast hole transfer from the perovskite
to the nanotubes has been evidenced, leading to a reduction of
charge recombination phenomena within the solar cells.15,16

An improvement of photovoltaic performance was observed, as
well as a better stability of the PSCs. However, to date the use of
vertically aligned carbon nanotubes (VACNTs) in perovskite
solar cells has not been reported in the literature, yet VACNT
growth presents the major advantage of being compatible with
industrial development on large areas through roll-to-roll
processes.17 The use of VACNTs has been reported in dye-
sensitized solar cells (DSSCs) most of the time to replace the
expensive Pt electrode,18,19 although their use for electron
collection is also reported.20,21 We highlight here that in all
cases reported in the literature based on vertically aligned
VACNTs, the cells are composed of a liquid electrolyte,18–21

and therefore the dense carbon nanotube network infiltration
by perovskite constitutes a real challenge, which is therefore a
delicate and original part of our study. Thus, we present here
the development of a VACNT based electrode infiltrated by
the classic MAPI (CH3NH3PbI3) reference perovskite, together
with the demonstration of a working diode-like device. These
promising results clearly broaden the horizons of carbon-based
components in the field of halide perovskite optoelectronics.

2. Experimental section

This section describes the material synthesis, whereas details of
the characterization methods are provided in the ESI.†

Synthesis of vertically aligned carbon nanotubes (VACNTs) on
an aluminium substrate

The VACNTs are synthesised with a one-step AACVD (aerosol
assisted chemical vapor deposition) process developed on an
aluminum substrate, using acetylene as a carbon precursor and
ferrocene as a catalyst.17 This synthesis is conducted at 580 1C
during 10 minutes. The Fe/C ratio in the precursors is kept
lower than 2 wt%, and the total flow rate is maintained in the
[100–333] sccm min�1 range while the acetylene and hydrogen
concentration in the gas mixture is in the range of 10–20%.
Under these conditions, vertically-aligned multi-walled carbon
nanotubes (MWCNTs) are obtained with a length of 20 mm and
a diameter of 10 nm (from TEM analyses) providing a specific
surface area of 410 m2 g�1. The specificity of these VACNTs is
their very high density, typically B1011 VACNTs per cm2, which
brings the problem of conformal deposition of the ZnO/per-
ovskite with a low intertube space of approximately 10 nm.

Electrodeposition parameters of ZnO nanoparticles on VACNTs

The electrodeposition of ZnO nanoparticles along the VACNTs is
performed using a three-electrode set-up. The sample Al/VACNTs
correspond to the working electrode, whereas activated carbon
is used as a counter-electrode and an SCE (saturated calomel
electrode) is used as a reference. The electrolyte is an aqueous
solution with 0.1 M of Li(NO3) and 0.5 M of Zn(NO3)2. The
deposition is carried out by chronoamperometry with the appli-
cation of �1.1 V per SCE during 10 minutes. A short parametric
study on the electrodeposition conditions led to the choice of
these parameters to obtain an unprecedented and homogeneous
association of electrodeposited ZnO with dense VACNT carpets.
Samples are then annealed at 450 1C during 5 minutes to get rid
of the residual component after electrodeposition.

Perovskite deposition on the VACNTs(/ZnO)-based network

The CH3NH3PbI3 perovskite (or MAPI) is deposited under
ambient conditions (open air and at room temperature) with
a two-step process illustrated in Fig. 1. First, 462 mg of PbI2 is
dissolved into 1 mL of DMF. The solution is heated at 70 1C and
then, 10 mL is drop-cast onto the substrate. An annealing at
70 1C for 30 minutes is carried out. To form the perovskite, the
sample is then immersed into a solution of methylammonium
iodide (100 mg of MAI dissolved into 10 mL of 2-propanol) for

Fig. 1 Scheme of the two-step process used for MAPI deposition.
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30 seconds. Finally, the sample is annealed again at 70 1C for
30 minutes to ensure the MAPI crystallization.

3. Results & discussion
Electrodeposition of ZnO nanoparticles

The work is focused here on carpets of 20 mm-long multi-walled
carbon nanotubes vertically aligned with a high density of 1011

CNTs per cm2 on an aluminium substrate (12 mm diameter).
Their synthesis, presented in the experimental part, is performed

by aerosol-assisted chemical vapor deposition (AACVD), developed
at low temperature.17 Our study revealed that the density of
VACNTs is a key parameter to achieve high quality layers after
perovskite deposition. Indeed, we emphasized that VACNT net-
works with a lower CNT density (109 CNTs per cm2) are altered
during the solvent evaporation occurring during the perovskite
crystallization. A clear disruption of nanotube alignment is
observed in this latter case (see example in the ESI,† Fig. S1).
Therefore, in addition to using denser VACNT networks, we
propose to deposit nanocrystalline ZnO on the CNTs before the
perovskite infiltration (as illustrated in Fig. 2a).

Fig. 2 (a) ZnO electrodeposition curve (chronoamperometry at �1.1 V per SCE during 10 minutes) with the sample of Al/VACNTs (Ø 12 mm) before and
after ZnO electrodeposition. The insets show the aspect of the sample before and after electrodeposition. (b) Raman spectroscopy (532 nm LASER) of
Al/VACNTs after ZnO electrodeposition (without thermal annealing). (c and d) SEM cross-section of high density Al/VACNTs. (e and f) SEM cross-section
of Al/VACNT/ZnO nanocomposites at different magnifications. The presence of ZnO is clearly observed on the CNTs, whatever the position inside
the carpet.
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Zinc oxide can indeed be used as an electron transport
material in perovskite solar cells and presents also the advan-
tage of blocking holes for a better charge separation.22 ZnO was
also recently demonstrated to be a very suitable interfacial
material in association with various perovskite active layers,
enabling high efficiencies.23 The literature reports ZnO deposi-
tion on VACNTs either by CVD (Chemical Vapor Deposition), by
thermal evaporation, or by a hydrothermal process.20,21,24 Since
the first electrodeposited ZnO film obtained by Izaki et al. in
1996, ZnO is easily elaborated as thin films by electrochemical
deposition.25 Based on these results, we developed the electro-
deposition of ZnO nanoparticles all along the dense aligned
VACNT carpets. Properly tuning the experimental parameters of
electrodeposition (see Experimental section), we present in
Fig. 2(a) the typical chronoamperometric curve obtained during
ZnO electrodeposition.

Inset in Fig. 2(a) shows the top view optical image of the
sample before and after the experiment. Its darkness is due to
the carbon nanotube carpet whereas a thin transparent material
is observed after electrodeposition. The presence of ZnO is
confirmed by Raman spectroscopy performed on the VACNT
carpet after deposition, as shown in Fig. 2(b). The characteristic
peaks of ZnO are detected at 405 cm�1, 434 cm�1 and 575 cm�1

and correspond respectively to the A1LO, E2 and E1LO modes. The
principal peak at 434 cm�1 is related to the hexagonal wurtzite
phase of ZnO, which is also confirmed by X-ray diffraction (see
the ESI,† Fig. S3), highlighting the preferred (101) and (100)
orientations. These observations are consistent with the litera-
ture data for similar electrodeposition conditions.26,27

A thermal annealing (5 minutes at 450 1C) is then system-
atically performed on the sample to ensure an optimal crystal-
lization of the ZnO as well as removal of residual hydroxyl groups
due to an electrodeposition process. The presence of such groups
is indeed known to cause perovskite degradation.28,29 XRD and
Raman spectroscopy measurements after thermal annealing are
provided in the ESI† (respectively Fig. S3 and S4). They both
evidence, as expected, a significant improvement of the crystal-
linity of the deposited metal oxide nanoparticles under annealing.

Fig. 2(c) and (d) show the SEM cross-sections of the VACNT
networks on the aluminium substrate, highlighting the good
alignment degree of the nanotubes and the high CNT density of
the carpet. Fig. 2(e) and (f) correspond to the VACNTs after the
electrodeposition of ZnO (and after thermal annealing). In
contrast with unprotected VACNTs (see Fig. S1, ESI†), we clearly
observe on Fig. 2(e) that the carbon nanotube alignment is still
conserved after the ZnO-based protection elaboration. In addition,

we see in Fig. 2(f) that the ZnO is formed as spherical nano-
particles along the VACNTs. A top view of the sample is provided
in Fig. S5 (see the ESI†) and shows a relatively compact and very
homogeneous covering of VACNTs by ZnO. Although some
cracks remain visible on top of the sample, our methodology
proves to be suitable to keep the alignment over a large area.

Infiltration of perovskite within the VACNT/ZnO network

The second part of our work consisted in studying the capability
of the perovskite to infiltrate and crystallize in the VACNT network
as well as the capability of the CNTs to keep their alignment
during the perovskite infiltration, as illustrated in Fig. 3.

The reference methylammonium lead iodide perovskite
is first deposited thanks to a two-step deposition method,
described in the experimental part, on the Al/VACNT system.
We emphasize that although a perovskite layer based on the
methylammonium cation is known to generate a less stable
interface with ZnO,30 this reference compound remains largely
investigated in the field, and appears to be a relevant first
choice considering our two-step deposition method. Several
approaches were indeed investigated during a preliminary
study using different perovskite solutions, or different steps
for perovskite deposition, in order to optimize the process and
obtain the best perovskite infiltration into the entire dense
VACNTs carpet on Al. Details of this study are presented in the
ESI† (see Fig. S2). After the two-step MAPI deposition, we
observe a good infiltration and crystallization of perovskite all
along the VACNTs, from the bottom to the top (see the ESI,†
Fig. S6(c)). However, a slight densification of the VACNTs is
observed, as a consequence of the solvent evaporation phase
which tends to aggregate the nanotubes, in agreement with the
literature.31–34 As a result, undesirable cavities are present in
the Al/VACNTs/perovskite sample (see the ESI,† Fig. S6(a)),
leading to a strong inhomogeneity in the sample. To prevent
this issue, the perovskite infiltration process has been prefer-
ably applied to the VACNT/ZnO network. Fig. 4(a)–(c) are cross-
section views, at different magnifications, of the Al/VACNTs/
ZnO/perovskite nanocomposite, whereas image (d) is a top view.
In the presence of the electrodeposited ZnO, we clearly identify
crystallized MAPI grains mixed with the ZnO particles all along
the VACNTs. Their cubic shape is typical from the grains obtained
with a two-step deposition process.35 Therefore, we assume
that our scaffold structure does not significantly influence the
perovskite crystallization. Moreover, it has been shown in the
literature that this process is appropriate especially when
perovskite is deposited onto porous materials,36 which reinforces

Fig. 3 Scheme of the elaboration process developed for perovskite infiltration into the VACNT/ZnO network.
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the consistence of our results. The other main point here is the
preservation of CNT alignment. Despite the low available inter-
tube space (due to high density of CNTs combined with the ZnO

nanoparticle presence), we managed to crystallize the perovskite
all along the carpet, from the bottom to the top. This system is
also much more compact than without ZnO (see Fig. S6 in the

Fig. 4 (a–c) SEM cross-section views at different magnifications of Al/VACNT/ZnO/perovskites and (d) top view of the deposit. (e) SEM cross-section of
Al/VACNTs/ZnO/perovskite and associated EDX analysis. (f) Carbon repartition, (g) Zn repartition and (h) Pb repartition. These pictures show the efficient
colocalization of CNTs, ZnO and perovskite.
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ESI† for comparison with and without ZnO). The quality of the
infiltration is moreover confirmed by energy dispersive X-ray
(EDX) spectroscopy mapping analysis presented in Fig. 4(e)–(h).
The carbon repartition is highlighted in red in Fig. 4(f). The
repartition of zinc atoms (green channel in Fig. 4(g)) perfectly
matches with the C repartition, demonstrating the homogeneous
ZnO electrodeposition from the bottom to the top of the CNTs.
Finally, the repartition of Pb, which is linked to the presence of
perovskite, is presented in blue in Fig. 4(h). The presence of Pb in
every area of the sample proves here the successful infiltration
of perovskite and the homogeneity of the nanocomposite
sample. We finally emphasize that our protocol for perovskite
infiltration is not optimized for these early stages, and that it will
be associated with a large fraction of defect states. Consequently,
passivation strategies or protocols for achieving larger perovskite
grain size will be naturally considered towards the improvement
of the active layer, as reported for the most efficient perovskite
solar cells.37

From the electrode to the device

In order to evaluate to potential of the Al/VACNT/ZnO/perovskite
systems for photovoltaic applications, we performed a first photo-
physical diagnostic using photoluminescence spectroscopy (PL).
Thus, after the perovskite deposition, the sample was tested by
photoluminescence spectroscopy under steady-state conditions
and compared to Al/perovskite and Al/VACNT/perovskite reference
samples elaborated simultaneously and under similar conditions.
The measured absolute PL intensities are presented in Fig. 5 as a
function of the emission wavelength. In the case of perovskite
directly deposited on aluminium, the emission peak is centred at
782 nm corresponding to a direct optical transition at 1.59 eV,
which is typical of the MAPI reference.

The perovskite emission is significantly quenched in the
case of Al/VACNT/perovskite samples, but is even more pro-
nounced for the ZnO-containing sample, demonstrating an
efficient charge transfer from the perovskite to the VACNT
electrodes. This first result is then very promising for use
of this nanostructured scaffold as an efficient electrode for
electron collection in perovskite solar cells.

Despite the relative difficulty to directly shift to a fully
optimized perovskite solar cell due to the relative inhomogene-
ity of our system over a large area (Fig. 4(d)), we decided, as a
proof of concept, to test the electrical behaviour of a simplified
device to illustrate the potentialities of our system. Shifting to
perovskite solar cells, a main issue relates to the nature of the
growth substrate used for the synthesis of VACNTs. Indeed,
third generation solar cells are mainly based on transparent
conductive oxide (TCO) electrodes, such as indium tin oxide
(ITO) or fluorinated tin oxide (FTO). The current status of our
VACNT synthetic procedure by CVD is performed at 580 1C, and
is therefore not compatible with classical TCO deposited
on glass. However, growing VACNTs at temperatures below
500 1C was reported using more complex methods, such as
CVD assisted by hot filaments.38 The mechanical transfer of the
VACNT layer from the growth substrate to secondary substrates
presenting lower thermal stabilities was also reported in some
cases.39,40 Although such methods are not the prime objective
of this work, they will be highly relevant for shifting our proof
of concept on TCO substrates. Therefore, we deposited a classic
hole transport material, spiro-OMeTAD, on top of the perovskite-
infiltrated electrode. Details of the deposition procedure are
provided in the ESI† (Fig. S7) as well as a comparison of the
present study with a ZnO-free sample (see Section 3, Fig. S8 and
S9, ESI†), highlighting the relevance of covering VACNTs by ZnO
nanoparticles. After the spiro-OMeTAD deposition, a homoge-
neous and compact sample is obtained (see Fig. S8(d) and (e) in
the ESI†). The final step of device processing corresponds to the
deposition of a top electrode for hole collection. As mentioned
previously, the relative inhomogeneity of our initial architecture
over a large area prevents, at this early stage, the use of conven-
tional vacuum deposited metallic electrodes (such as gold),
which would be associated with large current leakages. We thus
simply use here a drop of gallium/indium (EGa:In) eutectic alloy,
which presents the advantage of being liquid at ambient tem-
perature, deposited on top of the Al/VACNTs/ZnO/perovskite/
spiro-OMeTAD system. The use of this liquid top electrode
enables the formation of a quite small active area, limiting the
risk for electrical shunts by direct contacts between the top and
VACNTs/Al electrode. Basic current–voltage measurements were
then performed using standard contact tips connected to a
source-measure unit. A picture of the set-up with the sample is
presented in the inset of Fig. 6.

The device was tested under dark conditions and the corres-
ponding I–V curve is shown in Fig. 6, in both linear and semi-
logarithmic scale. As we can see, a diode-like current evolution
is observed, with a turn-on voltage on the order of 0.7 V. In the
logarithmic representation, a rectification factor of B4 (at �1 V)
is evidenced for the device based on the ZnO coating, whereas an
ohmic behaviour is observed for a ZnO-free device (see the ESI,†
Fig. S9). These first measurements confirm the relevance of our
strategy towards the demonstration of promising charge extrac-
tion electrodes based on vertically aligned carbon nanotube
networks of potential interest for perovskite solar cells.

From this point, two questions remain to be addressed
regarding device operation: the nature of charge transport

Fig. 5 Steady-state photoluminescence spectroscopy (exc. 470 nm) of
Al/perovskite, Al/VACNT/perovskites, and Al/VACNT/ZnO/perovskite samples.
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properties associated with the VACNTs and the impact of
the ZnO coating on these properties. First, since carbon nano-
tubes are multiwall (MWCNTs), they are expected to exhibit a
metallic character rather than a semiconducting behaviour.41

To support this assumption, levels of conductivity of vertical
MWCNTs from VACNT carpets have been estimated in the
order of 2 to 6 � 105 S m�1.42,43 Therefore, without ZnO at
their surface, the aligned nanotube network will not play a
main role in charge selectivity, and will more likely play the role
of a collecting electrode rather than a classical charge extrac-
tion layer. This feature is also responsible for the large leakage
currents observed in devices where direct contacts between the
VACNTs and the HTM are important (as observed through the
purely ohmic behaviour of devices processed without zinc
oxide, see Fig. S9 in the ESI†). As commonly stated, particularly
in the case of organic solar cells where carbon nanotubes have
been incorporated into the active layer, the charges drained by
the nanotubes depend greatly on the transport properties of the
surrounding material. For example, their conductivity is more
likely p-type in the case of P3HT-NTC-PCBM ternary compo-
sites, for which the most intimate mixture with the nanotubes
is provided by P3HT.44 It was also similarly observed in the
case of perovskite solar cells using CNTs in association with
p-type organic species such as spiro-OMeTAD for improved
hole collection.12 Conversely, CNTs grafted with fullerenes
show n-type transport in the same P3HT-NTC-PCBM blend.45

In our case, when ZnO is present at the VACNT surface, a clear
rectifying behaviour of the obtained diodes is obtained. The
presence of the metal oxide at the bottom of the carpet also
prevents direct shunts between the aluminium substrate and
the spiro-OMeTAD HTM. Considering a conventional n-type
character for ZnO, which is largely used as an electron transport
layer in third generation solar cells, we believe that our ZnO-
coated VACNT forests will selectively drain electrons to the
aluminium conductive substrate. The use of large specific
area electrodes and the successful coating by ZnO ensure an
efficient charge extraction is this case. We still emphasize that a

significant contribution from a non-ohmic Al/VACNT interface
remains possible at this stage. Moreover, the presence of ZnO at
the CNT surface is also expected to modify their intrinsic charge
transport properties, as previously observed for MWCNTs grafted
by ZnO nanoparticles.46 Further investigations will be required
to suitably address these issues. In addition, additional tests
under illumination could be worth considering after carefully
optimizing the global homogeneity of the VACNT electrode,
through the deposition of a transparent top-electrode based on
silver nanowires or graphene for instance,47–49 that was not yet
tested in the framework of this first study (the nature of our
bottom and top electrodes are not compatible with electrical
tests under standard AM1.5G illumination). Finally, the exact
influence of the ZnO particles at the VACNT/perovskite interface
is also of particular interest for future studies.

4. Conclusions

This work started with the motivation of developing a perovskite
photovoltaic device based on vertically aligned carbon nanotubes
(VACNTs) to favour a directional transport of photo-generated
electrons. To do so, we elaborated electrodes and studied the
influence of the VACNT density, the importance of the perovskite
deposition method as well as the influence of the presence of a
structuring intermediate material. Through this study, ZnO
nanoparticles were successfully deposited by chemical electro-
deposition along CNTs inside a dense VACNT carpet. In addi-
tion, we show that a reference halide perovskite such as MAPI
can efficiently infiltrate a dense VACNT carpet and crystallize
without altering the CNT alignment thanks to the presence of
ZnO nanoparticles. Preliminary diode-like devices based on a
molecular hole transport material indicate the relevance of
this architecture. The key point here is the combination of
the high CNT density with the presence of ZnO nanoparticles.
Another important advantage of this architecture lies in the fact
that these three steps – VACNT synthesis, ZnO nanoparticle

Fig. 6 (a) I–V dark measurment of Al/VACNTs/ZnO/perovskite/spiro-OMeTAD/EGa:In device – 0.0079 cm2 active area and (b) semi-logarithmic
representation.
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electrodeposition and perovskite deposition – are compatible
with industrial large-scale processes. Our results demonstrated
that this nanostructured scaffold presents promising physical
properties which could allow efficient charge carrier collection
or injection in a large variety of devices such as solar cells,
photoelectrochemical cells, or photocatalytic systems.
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