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binding to lipid bilayers using
PDP-PE lipids with PEG-biotin linkers†

Holly L. Birchenough,a Marcus J. Swann,b Egor Zindy,a Anthony J. Daya

and Thomas A. Jowitt *a

Two of the most important aspects of lipid bilayers that have increased their popularity in the field of

nanotechnology and biosensors are their fluid nature, which is highly beneficial in ensuring the spatial

organization of attached molecules, and the relative ease in which they can be manipulated to change

the surface chemistry. Here we have used two different types of functionalized lipids to study the

interaction of avidin, which is a common approach to attach further ligands for study. We have tested

the commonly used Biotinyl-Cap-PE lipids at different molar percentages and reveal that avidin is not

evenly distributed, but forms what looks like clusters even at low percentage occupancy which hampers

the level of avidin that can be associated with the surface. We have then successfully employed the

novel strategy of using PDP-PE lipids which contain a reducible disulphide to which we added

maleamide-PEG-biotin spacers of different lengths. There is a more even distribution of avidin on these

layers and thereby increasing the amount and efficiency of avidin association. The reduced levels of

avidin that was being associated with the Biotinyl-Cap-PE layers as compared to the PDP-PE lipids could

be analysed with QCM-D and interferometry approaches, but it was only with SEEC microscopy that the

reason for the reduced occupancy was resolved.
Introduction

The utilization of lipid supports on sensor surfaces has
increased dramatically over the last few years. One reason for
this is the relative ease in which one can make a well-ordered
layer that can be tailored to suit the needs of the experiment.
These can be bilayers,1–5 self-assembled monolayers6,7 or
supported/tethered bilayers, using the integration of other
molecules as supports distancing the layer from the surface.8,9

The adaptability of the approach has led to exciting new
developments in bio-nanotechnology10,11 and in the design of
novel characterization methods for investigating membrane
protein–lipid interactions and antimicrobial peptides.3,12,13

Biomimetic lipid layers, as well as being adaptable, have the
potential to deliver a surface that is less chemically reactive and
with native biological properties thereby allowing researchers to
study more complex systems.

Another reason for the rapid advance of lipid biosensor-
based applications is the introduction of instrumentation
capable of monitoring both the formation of the layers and
subsequent interactions in real time; notable among these are
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quartz-crystal microbalances (QCM), ellipsometers and inter-
ferometers such as the Fareld dual polarisation interferometer
(DPI). The deposition of simple lipid bilayers onto planar
surfaces using these technologies is in the most part by vesicle
fusion of small unilamellar vesicles onto silica surfaces with
a percentage of the lipids substituted for ones that are suitable
for the attachment of proteins or other macromolecules.1,4,14–20

The majority of these approaches use a molar percentage of
between 5 and 10% functionalized lipids, utilizing predomi-
nantly either biotin- or NTA-moieties. On non-lipid based
sensor surfaces the most widely used methods of attachment to
proteins are through alkanethiol self-assembled monolayers or
carboxyl-modied sugars, which can both subsequently be
modied with the molecule of interest via carbodiimide
chemistry and reactive NHS-esters. It is interesting that these
chemistries are not oen implemented on lipid layers, perhaps
due to the inherent difficulty of forming bilayers with the
necessary carboxyl head-groups.18 Avidin is a tetravalent biotin
binding protein, with the affinity for biotin being one of the
tightest known natural non-covalent molecular associations.
Most of the family of related avidin molecules from different
species, such as streptavidin have very similar affinity and they
provide a convenient way of attaching molecules to surfaces.
Being multi-valent, avidin molecules can attach to a biotin-
modied surface and have 1–2 binding sites still available for
attaching further biotin-modied molecules.1 New ways of
attaching biotin to proteins such as with the AviTag™ or by
Nanoscale Adv., 2020, 2, 1625–1633 | 1625
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Fig. 1 (A) Lipids used in these experiments. (B) Biotinyl-Cap PE lipids
(BC-PE) have a biotin group separated from the phosphoethanolamine
group by a 0.9 nm spacer. The PDP-PE lipids have a reducible disul-
phide, which can be coupled with thiol reactive maleamide chemistry
with PEG linkers of differing length. Here we have used 2-PEG and 11-
PEG linkers between the ethanolamine groups and the biotin
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using the twin Strep-Tag system21 and novel avidin molecules
such as Captavidin™,22 which allows efficient removal of the
molecules from the surface for regeneration purposes, opens up
more possibilities for biotin coated sensor surfaces. Exploita-
tion of lipid bilayer systems for biosensor applications relies on
the membrane remaining uid and fully formed without any
ruptures or perturbations and without overcrowding the
surface, which will restrict lateral diffusion. Most research
groups use an arbitrary value of functionalized lipids between 5
and 10% (molar concentration) because of the lack of infor-
mation on the levels needed for optimal protein coverage and
there is a need to understand whether the most common biotin
functionalized lipid, Biotinyl-Cap PE, is in fact appropriate.
Here we have investigated the use of two types of functionalized
lipids with three different lengths of surface linkers and have
used QCM-D, dual polarization interferometry and surface
enhanced ellipsometric contrast (SEEC) microscopy to provide
detailed information on the optimal concentrations of func-
tional group required to either saturate a surface or to provide
a surface that has a controlled and uniform layer. We show that
the traditional Biotinyl-Cap PE (BC-PE) lipids are not optimal
for binding avidin moieties to the surface of the bilayers and
that these form lipid clusters not detectable using non-visual
techniques. Instead we identify a thiol-based alternative PDP-
PE, which can be modied with PEG-biotin linkers that has
a greater avidin-binding capacity and do not form these
apparent clusters on the surface. These results have important
implications for future studies and biomimetic bilayer design.
producing 2.9 nm and 5.9 nm spacing between the bilayer and avidin
molecules.
Results

In order for us to investigate the effect of protein addition to the
layers, and to study the effect of increasing the linker length
between the protein and bilayer surface, we introduced varying
percentages of 1,2-dipalmitoyl-sn-glycero-3-phosphoethanol-
amine-N-(Cap Biotinyl) herein called BC-PE and 1,2-dipalmitoyl-
sn-glycero-3-phosphoethanolamine-N-(3-pyridinyldithio-
propionate) referred to here as PDP-PE (Fig. 1A), lipids to the
POPC liposomes. The BC-PE lipids contain a 0.9 nm spacer
between the phosphoethanolamine and terminal biotin, whilst
the PDP-PE has a reducible disulphide bond to which, following
reduction, we were able to link maleamide-PEG-biotin linkers
with either 2 or 11 polyethylene glycol (PEG) units creating 2.9
or 5.9 nm spacers (Fig. 1B). These lipids were incorporated at
percentages of between 0.2–10% (molar concentration) of the
total POPC lipid within the bilayer and it is assumed that there
is an equal distribution of lipids throughout the two leaets.
Using DPI we analysed the change in birefringence of the layer
aer incorporation of the different head-groups. This showed
a general decrease in lipid ordering with birefringence
measurements dropping from 0.0210 � 0.0003 to 0.0150 �
0.0011. These small differences, whilst certainly detectable are
within the range of birefringence measurements seen previ-
ously for full lipid bilayers23 and indicate a small but detectable
change in lipid anisotropy aer incorporation of the functional
lipid groups.
1626 | Nanoscale Adv., 2020, 2, 1625–1633
Following PDP-PE bilayer formation and reduction using
TCEP, maleimide-PEG2-biotin and maleimide-PEG11-biotin
linkers were incorporated. Mass addition of these molecules
(526.62 Da and 922.09 Da, respectively) onto the surface was
measured for each of the two linkers (at varying percentages of
functionalised lipid relative to POPC) using DPI (Fig. 2). Total
linker mass at equilibrium for each of the percentage points ts
to a segmented linear approximation where the X0 value of the
upper plateau represents the level of layer saturation, and the
intercept of the linear segments is the percentage at which total
saturation is achieved. Not surprisingly larger mass addition
was seen for maleimide-PEG11-biotin at �0.22 ng mm�2

compared to �0.15 ng mm�2 from maleimide-PEG2-biotin
(Fig. 2A). The PEG11 layer saturated at �2.1% functionalisa-
tion whereas the PEG2 layers saturated at �3.9%. Using the
average mass for each linker the number of molecules per mm2

of the lipid surface was calculated as 1.5 and 1.6 � 1011 linker
molecules per mm2 at saturation for PEG11 and PEG2 respec-
tively, indicating that there is little difference in the ability of
each linker to immobilise to the functionalised lipid surface. At
linker surface saturation, there is on average one linker present
every 2.2 nm (PEG2) and 2.3 nm (PEG11) which is termed the
molecular footprint (Fig. 2B). This also suggests that at satura-
tion of the linkers i.e. $�2.1% functionalisation, there is
molecular redundancy of binding sites. This means that there is
This journal is © The Royal Society of Chemistry 2020
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Fig. 2 Addition of maleamide-PEG-biotin linkers to the reduced PDP-
PE lipids. (A) The mass of the linkers reaches a plateau of 2.2 ng mm�2

for the PEG11 linkers at 2% functionalisation and 1.5 ng mm�2 for the
PEG2 linkers at 3.9% functionalisation. (B) Calculation of the molecular
footprint, which is a measure of the area occupied by each linker,
suggests that there is a linker present every �2.1 nm in each direction.
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no positive benet in using higher percentages of functional-
ised lipid.
Fig. 3 Addition of avidin to the functionalised lipid layers. In each case
the simulated data is based on avidin binding to saturation at each of
the functionalised lipid percentages with a fixed saturation point of
2.3% is compared to real association data fitted to a segmental linear
approximation with no fixed data points. (A) Addition of avidin to BC-
PE lipids, (B) addition of avidin to PDP-PE with PEG2-biotin linkers and
(C) to PDP-PE lipids with PEG11-biotin linkers.
Avidin addition to the layers

In order to assess the ability of the layers to immobilise avidin,
we rst calculated the theoretical amounts of avidin that could
be coupled in an idealised system using eqn (1):

rsurface ¼ M

ðA � NAÞ (1)

where rsurface is the surface density, M is the molecular mass of
avidin, in this case taken to be 66 kDa, and A is the surface area
of avidin. This was calculated by measuring the hydrodynamic
radius of avidin using dynamic light scattering (2.7 nm), which
gives an effective maximal surface radius of 2.29 � 10�11 mm2

for an equivalent sphere. If one assumes a random packing of
non-overlapping spheres, which would give an approximation
of maximal binding density in a diffusion limited system of
64%,24 then the maximal surface coverage would be 3.1 ng
mm�2. Indeed if maximal non-random packing is achieved via
free diffusion to form a 2D hexagonal lattice, this would give
a packing density closer to 74% and a maximal surface density
This journal is © The Royal Society of Chemistry 2020
of 3.5 ng mm�2. We also know from Fig. 2B that below �2.1%
PDP-PE the distance between linkers (or molecular footprint) is
higher than the 2.7 nm (from avidin molecular dimensions)
needed for close packing of avidin. Therefore, we can assume
that all PDP-PE concentrations greater than 2.1% would give
rise to saturation of the layers.

We compared the simulated avidin absorption for each of
the linkers with the data recorded using DPI. Fig. 3 shows that
all linkers followed the segmented linear approximations of the
simulated data with X0 values (the level of the upper plateau)
corresponding to �2% functionalisation at saturation.
However, there are signicant differences in the maximum level
of avidin that can be bound to the surface. The BC-PE lipids
(Fig. 3A) produced the lowest amount of protein mass addition
of 1.60 � 0.08 ng mm�2 at �2% and a maximal amount of 2.10
ng mm�2 at 10%. PEG2-biotin layers (Fig. 3B) exhibited the
greatest mass addition at 3.20 � 0.10 ng mm�2 followed by
PEG11-biotin layers saturating at approximately 2.70 � 0.15 ng
mm�2 (Fig. 3C). Surprisingly, we also observed the PEG11
linkers at percentages below 1% do not follow a linear response
Nanoscale Adv., 2020, 2, 1625–1633 | 1627

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d0na00060d


Nanoscale Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

0 
M

äe
rz

 2
02

0.
 D

ow
nl

oa
de

d 
on

 2
3.

02
.2

6 
20

:5
0:

47
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
but rather the shape of the curve is sigmoidal suggesting that at
low percentages there are problems associated with biotin
availability. Interestingly based on QCM-D measurements,
quantitation of mass using the Sauerbrey equation estimated
maximal boundmass of�8 ngmm�2 for PEG2 and BC-PE and 6
ng mm�2 for the PEG11-linkers (ESI Fig. 1†). These higher total
mass additions compared to DPI values are due to coupled
water.25,26 So it is apparent that the level of coupled water is
greater for the BC-PE linker, at �6.4 ng mm�2 water compared
to values of 5.9 and 3.3 ng mm�2 for PEG2 and PEG11 respec-
tively, and is inversely related to linker length. This highlights
that when avidin is close to the surface, i.e. within 1–3 nm, the
level of water associated with the layer is signicantly higher.
QCM-D measurements clearly distort the apparent amount of
bound protein depending upon the length of the linker used.
The shorter linkers trapping more bound water than the longer
more exible ones.

At low percentage functionalization there is a strong rela-
tionship between association rate and linker length (ESI
Fig. 2†). BC-PE (0.9 nm spacer arm) has the slowest association
rate at 1.1 � 0.3 � 106 M�1 min�1 at 1% functionalization. The
PEG11-biotin surfaces (5.9 nm spacer arm) demonstrated an
order of magnitude quicker on-rate (1.1� 0.2� 107 M�1 min�1)
at low functionalization (0.2%). It can be concluded that at the
lower percentage-functionalization the biotin is more readily
available for binding when immobilised at greater distances
from the lipid surface. Above �2% functionalization, i.e. the
level at which avidin saturation occurs, the association of avidin
with both the PEG linkers is diffusion limited and restricted to
�5 � 106 M�1 min�1 but the BC-PE linkers fail to reach the
association rates exhibited by the PEG linkers until much
higher percentages.
Fig. 4 (A) The availability of biotin binding sites at low percentages of
PDP-PE for PEG11 linkers follows a sigmoidal pattern indicating that at
percentages below 1% the longer linker is not available for binding. (B)
Calculation of the nearest neighbour distribution of functionalised
lipids indicates that when the distance between adjacent functional-
ised lipids falls below 2.5 nm there is a rapid increase in availability of
the PEG11. This is the point at which molecular crowding of the linkers
forces biotin availability.
Understanding the sigmoidal behaviour of avidin association
to PEG11-biotin linkers

The average surface mass of immobilised avidin molecules is
calculated to be �3.2 ng mm�2 at saturation. This is consistent
with an almost complete monolayer of closely packed avidin on
the lipid surface. We have shown (Fig. 3) that both BC-PE and
PEG11 saturate at levels lower than PEG2 and therefore we can
assume that these immobilisation methods produce less
densely packed surfaces and are unable to form complete
monolayers. At low percentage functionalization (i.e. below 2%)
the layers for BC-PE and PEG2-biotin exhibit linear mass/
percentage responses that t to the expected segmented linear
approximation for molecular association. However, as shown in
Fig. 3C and 4A, the PEG11-biotin layer exhibits very low avidin
binding at low percentages. The sigmoidal binding curve for
PEG11-biotin, which is most pronounced using DPI suggests
that at low functionality, the biotin attached to the longer linker
is potentially unavailable for binding. There is no evidence from
the birefringence that the PEG11 linker is inserted into the
bilayer (data not shown) but the lack of avidin binding would
suggest that the linkers may be associated closely to the lipid
surface and unavailable, or more than one linker is attached to
one avidin molecule.
1628 | Nanoscale Adv., 2020, 2, 1625–1633
To understand this phenomenon we simulated the nearest
neighbour spatial distribution of functionalized lipids within
the bilayer for each percentage of linker addition using the
method of Clark and Evans, which has been adapted for use
within the ImageJ soware by Ciaran Beggan and Christopher
Hamilton.27 The simulation represents labelled/functionalised
lipids within a planar bilayer in a random distribution within
a known area (ESI Fig. 3†). Functionalized percentages of
between 0.1% and 5% show that the neighbouring labelled
lipids are on average 12.4 nm apart for 0.1% lipid layers, to
1.8 nm apart for 5% functionalised lipid layers. Based on the
molecular footprint of avidin, interference by neighbouring
attachment sites would start at levels above 1% functionaliza-
tion. This is also the point at which we could start to see multi-
valency. However below this, the distance between linkers is too
This journal is © The Royal Society of Chemistry 2020
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great for multi-valency to be a signicant problem assuming
a random distribution of linkers. The interfering effects of
neighbouring linkers, which for the PEG11-biotin have a foot-
print of 2.6 nm (Fig. 2B), becomes evident at >2% functionali-
sation. It seems therefore that the sigmoidal pattern observed
for PEG11-biotin is caused bymolecular crowding of the linkers.
At concentrations higher than 2% functionalisation, linker
availability is increased, likely due to self-assembly on the
surface. At lower concentrations the lack of self-assembly leads
to a decrease in biotin availability perhaps due to steric effects
of the lipid surface. Interestingly, given the fast association of
the avidin to the PEG11-biotin linkers (ESI Fig. 2†), those biotin
moieties that are available become quickly bound to the avidin;
however, the total mass of avidin on the surface is reduced
compared to PEG2-biotin, most likely due to multiple occu-
pancy of biotin binding sites.1
Fig. 5 SEEC microscopy. (A) A 5% PDP-PE bilayer with PEG2-linkers
before and after avidin addition. The addition of avidin to the layer
changes the colour of the image, which can be translated into
a thickness measurement. In this case �5 nm. (B) Addition of avidin to
a 5% BC-PE layer reveals binding takes place in select areas of the
layer. These clusters can be selected for analysis individually where
Zone 1 is the brighter region and Zone 2 is the darker region. (C) The
results show that avidin at �5.5 nm binds in Zone 1, and not as densely
in Zone 2.
Using surface enhanced ellipsometric imaging to understand
the lower avidin binding efficiency of the BC-PE lipid

In order to understand why we are seeing consistently lower
avidin association to the BC-PE lipid we used a quantitative
technique called time resolved Surface Enhanced Ellipsometric
Contrast (SEEC) imaging. This technique, described by Frederik
Hook's group in 2012 (ref. 28) and rst developed by Ausserre
and Valignat in 2007,29 provides high-resolution imaging and
thickness measurements in real-time on thin lms. The SEEC
sensors are used in the place of conventional microscope slides
on a wideeld microscope with a �25 objective and are
composed of multiple layers of organic oxides that produce
a non-reective surface under canonical illumination.30 When
material is deposited upon this surface, in our case using
a microuidics channel to achieve time-resolved measure-
ments, the contrast enhancement is �100-fold compared to
that produced by non-enhanced wideeld microscopy.30 In
addition to the enhancement in contrast, the thickness of the
lm can be accurately measured using the Fizeau fringes
created by optical interference in the colorimetric range of the
reected light. Each pixel is converted into an optical thickness
which is accurate over the range of approximately 0.1 nm to
200 nm based on the colour changes of a thickness stan-
dard.30,31 We deposited POPC bilayers functionalised with PDP-
PE and BC-PE lipids onto the surface of the SEEC sensors and
captured image frames every 5 seconds. Using the Saruso
soware we were able to pick one or multiple areas for the
analysis of thickness change throughout sequential frames as
illustrated in Fig. 5. Instantaneous rupture of the lipids
occurred in all cases and there was no evidence of membrane
perturbations or gaps. The thickness of the layers was�4.25 nm
at saturation for all the lipids tested. Avidin was then added to
the BC-PE (Fig. 5B) and PDP-PE lipids (following linker addi-
tion) (Fig. 5B), which showed remarkably different results. The
BC-PE lipids exhibited the formation of areas of higher thick-
ness that were not present on the PDP-PE lipids. These were
evident from 0.2–10% functionalization (ESI Fig. 4†). Analysis of
the thickness of the different zones showed that these zones
were areas where avidin was more concentrated, presumably
This journal is © The Royal Society of Chemistry 2020
because the BC-PE was more localized and evidenced by the
�5 nm change in thickness (Fig. 5C); in between the spots there
was a contribution of avidin binding but at a lower level evi-
denced by the lower level of �2.5 nm at 5% functionalisation.
This highlights that the BC-PE lipids are forming larger clusters
whereas the PDP-PE lipids do not, which therefore explains the
reduction in avidin binding efficiency observed for BC-PE lipids.
Discussion

We have compared two different attachment strategies for the
association of avidin molecules onto lipid bilayers. The rst
using biotin functionalized lipids (BC-PE), and the second using
1,2-dipalmitoyl-sn-glycero-3-phosphoethanolamine-N-[3-(2-
pyridyldithio)-propionate] (PDP-PE) which is a novel approach
to the attachment of molecules to layers using the reduced thiol.
Adding a known percentage of biotinylated lipids and capturing
avidin is the most common method for coupling proteins to
lipid surfaces and has been used in many applications.1,7,17,32–35

The use of PDP-PE is a method used here to link avidin to lipid
bilayers via spacer intermediates. By using this approach we are
able to modulate the length of the spacer and therefore the
distance of the attached target molecule (in our case avidin)
from the surface. We have shown that this enhances the
Nanoscale Adv., 2020, 2, 1625–1633 | 1629
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coupling of avidin molecules to the surface in both quantity and
efficiency compared to the standard BC-PE method. Saturation
occurred extremely rapidly for PEG11-linkers, slightly slower for
the PEG2 but was an order of magnitude slower for BC-PE.
Ouberai et al.26 showed that lysozyme covered a bare SiO2

surface with a density of 2.87 ng mm�2 and BSA, which has
a similar size to avidin, with 1.83 ng mm�2 according to dry
mass calculations using DPI measurements of proteins absor-
bed onto the surface. Interestingly when we use DPI to study the
maximum level of addition of avidin onto the PDP-PE layers
using the PEG2-biotin linker (corresponding to a 2.9 nm spacer;
Fig. 1B), we obtained a surface coverage of 3.2 � 0.1 ng mm�2

which is consistent with a complete monomeric layer. This
suggests that the PEG2-biotin spacers are capable of forming
a layer that has a signicantly higher level of saturation
compared to physisorption and is the same as the theoretical
diffusion-limitedmaximal level of binding. This greater binding
efficiency is likely due to the diffusional capability of the lipids.

BC-PE lipids, which have the shortest spacer arm, are the
most common form of functionalized lipid used in the litera-
ture, but we have shown these to be far from ideal. This type of
linker when bound to avidin couples large amounts of water to
the lipid surface. Molecular modelling of avidin bound to the
lipids (PDB les extracted from Dr Peter Tieleman's website,
University of Calgary) by all three linkers (Fig. 6) indicates that
the BC-PE linkers could create a substantial interaction between
the avidin and the lipid surface creating a super-hydrated and
rigidly coupled layer which ts with our data comparing surface
coverage from the DPI and QCM-D, which suggests that there is
far greater coupled water for the BC-PE lipids than the other
linkers. The molecular model in Fig. 6 also indicate that avidin
bound to BC-PE lipids interacts with the phosphatidylcholine
head-group of the lipid surface. This could have the causative
effect of altering lipid surface dynamics. The PEG11-biotin and
PEG2-biotin linkers in contrast have much faster kinetics for
their association to avidin presumably due to higher availability
of the biotin. We have shown that the longer PEG11 linkers are
not very good at binding avidin below concentrations of 2% but
above this, the long linkers have increased availability. Our data
Fig. 6 Modelling the linkers as rigid/semi-rigid polymers of known
length. (A) BC-PE, (B) PDP-PE PEG2 and (C) PDP-PE PEG11 on a POPC
lipid bilayer. This suggests that when using Biotinyl-Cap PE, the avidin
will interact with the lipid surface.

1630 | Nanoscale Adv., 2020, 2, 1625–1633
from the simulation of nearest neighbour distributions
suggests that this could be due to the longer PEG chains
arranging in a self-assembled monolayer but we have no direct
proof of this. Below 2% these longer linkers are not optimal for
binding proteins to the surface. However for both the PEG2-
biotin and PEG11-biotin linkers there is little difference in
surface immobilized mass of avidin binding at percentage
functionalization above 5%.

Most importantly we have found that BC-PE lipids produce
what looks like surface clusters. These areas of higher avidin
concentration can be clearly viewed using SEECmicroscopy and
the contrast interferometric responses for avidin binding within
and outside of these clusters (Fig. 5B) indicates a clear differ-
ence in the levels of binding. This phenomenon explains the
overall lower dry mass response to avidin association recorded
using DPI compared to that of the PDP-PE lipids and the PEG2-
biotin linkers. The reason that avidin is binding in areas of
higher density is unclear. This could be due to clustering of the
BC-PE lipids where the difference in charges of the BC-PE lipids
cause local non-random associations and like-molecules may
separate into these domains. It is also possible that this is due
to membrane curvature,36 but signicant curvature was not
observed in the membrane thickness measurements. However
lateral pressure caused by changes in the packing of the BC-PE
chains could cause differential pressure distributions37 which
causes membrane curvature that is not detected as changes in
overall thickness but is sufficient to cause clustering of like-
molecules. This could also be occurring in the PDP-PE but
with much smaller clusters which do not adversely affect the
levels of avidin that can be associated with the surface.

Conclusion

These results show that using BC-PE lipids will result in clus-
tering of avidin molecules on the surface of the lipid layer and
this can be resolved using PDP-PE lipids, to which one can add
maleamide-PEG-biotin linkers. We also show that PEG2-biotin
linkers bind the most avidin, have fast kinetics and have no
deleterious effects on the layer itself. We have also shown that
there is no effective need to use greater than 2.5% functional-
ised lipid. Higher percentages than this result in molecular
redundancy of the linkers.

Experimental
Liposome preparation

Lyophilised 1-palmitoyl-2-oleoyl-sn-glycero-3-phosphocholine
(POPC) was dissolved in chloroform, with or without head
group-functionalized lipid (i.e. 1,2-dipalmitoyl-sn-glycero-3-
phosphoethanolamine-N-(Cap biotinyl) (referred to here as BC-
PE) or 1,2-dipalmitoyl-sn-glycero-3-phosphoethanolamine-N-[3-
(2-pyridyldithio)propionate] (termed PDP-PE)) (Avanti Polar
Lipids, USA), within a glass tube. Chloroform was removed
under a continuous nitrogen stream to produce a thin lipid
lm. Tubes were placed under vacuum for a minimum of 2 h to
ensure all chloroform had been removed. Lipid lms were
rehydrated in 20mMHEPES, 150mMNaCl, 2 mMCaCl2, pH 7.4
This journal is © The Royal Society of Chemistry 2020
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at 1 mg ml�1. Lipid solutions were extruded through a 50 nm
pore size lter composed of polycarbonate membranes (What-
man®, GE Healthcare Life Sciences), using a mini-extruder set
(Avanti Polar-Lipids, USA). Dynamic Light Scattering (DLS)
using a Zetasizer nano-S instrument (Malvern Instruments Ltd,
UK) was used to check the size of the unilamellar vesicles. Only
vesicles producing single peaks with a z-average of approxi-
mately 100 nm and below were used.

QCM-D and DPI chip surface preparation

Q-sense (SiO2) and Analight unmodied (SiOxNy) chips were
treated to a surface cleaning process prior use, however Ana-
light chips were cleaned approximately 12 h before use and Q-
sense chips immediately before use. Chips were sonicated in
0.2% (w/v) SDS for 15min and then rinsed extensively in ddH2O.
Surfaces were then rinsed in ethanol and dried under nitrogen.
Chips were nally placed under UV Ozone (ProCleaner™ Plus,
(Bioforce Nanosciences)) for 30 min. Q-sense chips were used
immediately and Analight chips were stored dry until use.

Quartz crystal microbalance with dissipation monitoring
(QCM-D)

QCM-D measurements were performed on a Q-sense E1 or a Q-
sense Omega with standard ow module. All sample injections
were undertaken in ow mode (continuous solution delivery to
the measurement chamber) injecting 200 ml at 25 ml min�1.
Changes in dissipation (D) and normalised frequency (f) were
measured in all overtones but are only displayed for the h
overtone (25 MHz). For lipid bilayer production small uni-
lamellar vesicles (SUVs) (100 mg ml�1) were injected at 25
ml min�1 over pre-equilibrated SiO2 Q-sense chips in ltered
and degassed 20mMHEPES, 150 mMNaCl, 2 mMCaCl2, pH 7.4
at 21 �C. Following planar bilayer production, running buffer
was changed to ltered and degassed 20 mM HEPES, 150 mM
NaCl, pH 7.4 (RB). BSA (100 mg ml�1 in RB) was injected over
formed bilayers at 50 ml min�1 to ensure continuous coverage.
For experiments in which linkers were used, disulphide capped
lipids (PDP-PE) were reduced with 10 mM tris(2-carboxyethyl)
phosphine (TCEP) in RB injected over the lipid surface at
a ow rate of 50 ml min�1 for a minimum of 10 minutes or until
the response had plateaued. Linkers (EZ-Link® maleimide-
PEG2-biotin or EZ-link® maleimide-PEG11-biotin (Thermo))
were re-suspended in RB at a concentration of 1 mM and owed
over the reduced lipid surface at a ow rate of 20 ml min�1 for
a �10 minutes or until the response had again plateaued. For
the subsequent production of an avidin layer, 10 mg ml�1 of this
protein was owed over the bilayer surface at 50 ml min�1 in RB
until the surface was saturated. Analysis of layers was per-
formed using the Qtools soware (Q-sense®, Sweden).

Dual polarization interferometry (DPI)

An Analight® dual polarization interferometer (DPI) (Analight®
4D, Fareld-Biolin Scientic AB, Sweden) was used to measure
lipid bilayer production and protein addition. The instrument
was set to 20 �C throughout all experiments. Cleaned chips were
equilibrated in ltered and degassed 20 mM HEPES, 150 mM
This journal is © The Royal Society of Chemistry 2020
NaCl, 2 mM CaCl2, pH 7.4 (RB) within the ow module for
a minimum of 30 min. System calibrations were undertaken
prior to each experiment which consisted of an injection of
ltered and degassed 80% (w/w) ethanol for chip calibration
followed by an injection of ltered and degassed ddH2O for
bulk calibrations. Only experimental set-ups that passed the
calibration criteria were used. Lipid bilayer production was
carried out as described for QCM-D experiments (see above)
before buffer was changed for ltered and degassed RB. Avidin
injections were performed as described for QCM-D with a 200 ml
injection loop. Initial layer analysis was undertaken using the
Analight® 4D Resolver soware (Fareld-Biolin Scientic AB,
Sweden). Lipid refractive index (RI) was set to 1.47 and the dn/dc
to 0.135 (ref. 23) with thickness, mass and birefringence
measurements unxed. The dn/dc for protein analysis was set to
a standard value of 0.182 and all remaining measurements were
le unxed unless otherwise stated within the Results section.

Surface enhanced interferometric microscopy

The N-Lab Station (Nanolane, France) was used to measure the
real-time binding of avidin-containing bilayers to SEEC sensors.
Lipids were produced in the same manner as for QCM-D and
DPI. Silicon-dioxide wet Sarfus slides were used without any
prior cleaning. Sarfus slides were inserted into the instrument
and scratched to provide a focal point before the 1-channel
uidics system was assembled on top. Buffer (20 mM HEPES,
150 mM NaCl, 2 mM CaCl2, pH 7.4) was owed over at �100
ml min�1 and the microscope was focused on the scratch using
a 50� objective. Lipid deposition, reduction of PDP-PE, linker
addition and avidin immobilisation were performed in the
same manner as for DPI and QCM-D. Images were recorded
every second at each phase of the experiment for example, lipid
layer addition, reduction, linker addition and avidin deposition.

Dynamic light scattering

DLS measurements were performed with Zetasizer Nano-S
(Malvern, Germany). The measurements of both lipid vesicles
and avidin were taken in a 1 cm 45 ml quartz cuvette at
a temperature of 20 �C. Avidin or vesicles were analysed at
a concentration of 1 mg ml�1 taking three measurements of 13
averages each.
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