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Crystal-like structures find application in several fields ranging from biomedical engineering to material
science. For instance, droplet crystals are critical for high throughput assays and material synthesis, while
particle crystals are important for particles and cell encapsulation, Drop-seq technologies, and single-cell
analysis. Formation of crystal-like structures relies entirely on the possibility of manipulating with great
accuracy the micrometer-size objects forming the crystal. In this context, microfluidic devices offer
versatile tools for the precise manipulation of droplets and particles, thus enabling fabrication of crystal-
like structures that form due to hydrodynamic interactions among droplets or particles. In this review,
we aim at providing an holistic representation of crystal-like structure formation mediated by
hydrodynamic interactions in microfluidic devices. We also discuss the physical origin of these
hydrodynamic interactions and their relation to parameters such as device geometry, fluid properties,
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1 Introduction

Crystals are defined as homogeneous pieces of solid substance
having a natural geometrical regular form with symmetrically
arranged planes." The term crystal has seen a substantial
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evolution over time, and nowadays it refers to systems, either
liquid or solid, that display a certain degree of regularity or
order. In this context, microfluidics emerged as a very suitable
field to enable the formation and the study of crystal-like
structures owing to the possibility of controlling fluid and solid
elements at the sub-micrometer scale.

Crystal-like structures in microfluidic devices, hereafter
microfluidic crystals, can either be formed thanks to external
fields (e.g., electric or magnetic field) or because of
hydrodynamic interactions among the different objects
forming the crystal. In order to experience hydrodynamic
interactions, the objects need to ‘feel’ each other, meaning
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that the local concentration should be sufficiently large to
enable hydrodynamic interactions to take place. In such
conditions, hydrodynamic interactions can promote the self-
assembly of individual objects in crystal-like structures
depending on several parameters such as channel geometry,
fluid properties, and flow rate.

Microfluidic crystals, especially droplet and particle crystals,
are not only important from a fundamental point of view, as
they are found in a variety of microfluidic applications
including digital PCR, synthesis of colloidal structures and
single-cell analysis. So far, however, droplet and particle
crystals have never been presented under a unified framework,
which is helpful in wunderstanding the self-assembly
phenomena mediated by hydrodynamic interactions with the
ultimate goal of generating new optimised technologies.

In this review, we aim at providing a holistic view of
microfluidic crystals formed as results of droplet and particle
self-assembly promoted by hydrodynamic interactions (Fig. 1).
We believe that a multidisciplinary approach to microfluidic
manipulation of crystals could open up the way to new
microfluidic applications. We will mainly focus on microfluidic
crystals and their applications, while referring the reader to
other recent reviews to receive a broader overview about the
advancements of each specific application.

The review is organized as follows. In section 2, we will
first present the relevant dimensionless numbers required to
understand the effect of the parameters governing the self-
assembly dynamics. In section 3, we will discuss the
formation of droplet crystals covering fundamental and
application aspects. Similarly, in section 4, we will focus on
self-assembly of particle crystals. In section 5, we will discuss
recent applications in compartmentalisation involving both
droplet and particle crystals. Finally, we will draw some
conclusions and suggest future directions.
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Fig. 1 Summary of the microfluidic crystal types reviewed here.

2 Dimensionless numbers

In this section, we introduce some dimensionless numbers
helpful to understand the effect of the relevant parameters
on the self-assembly dynamics and commonly used in many
of the reviewed works. In general, dimensionless numbers
are very useful to compare the relevant forces operating in a
system, as well as to offer an easy way to compare
experiments and simulations carried out at different
operating conditions. We will follow the definitions reported
in the review by Squires and Quake.”

The importance of inertial and viscous forces during flow
can be quantified by the Reynolds number defined as:

_Inertial Forces  pul.
~ Viscous Forces 7

, (1)

where p is the fluid density, u is a characteristic fluid velocity
(usually taken as the average fluid velocity), L. is a
characteristic length scale of the flow (e.g., for cylindrical
channels, it corresponds to the tube diameter D), and 7 is the
fluid viscosity. When the Reynolds number is much larger than
one, inertial forces overcome viscous forces, and vice versa.

When the fluid presents a certain amount of elasticity, for
instance as in the case of aqueous solutions with the
addition of polymers, the dimensionless number employed
to characterise the strength of the elastic forces is the
Deborah number defined as:

Characteristic time of the fluid 4
e= — ==,
Characteristic time of the flow t¢¢

(2)

where 1 is the characteristic time of the fluid (e.g, the
longest relaxation time) and ¢ is the flow characteristic
time. For instance, in a circular pipe, the flow characteristic
time can be expressed as t = D/u. Another way to
characterise the fluid elasticity is via the Weissenberg
number defined as the ratio between the first normal stress
difference and the shear stress. In the linear regime (ie.,

This journal is © The Royal Society of Chemistry 2021


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d1lc00144b

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Open Access Article. Published on 14 Mee 2021. Downloaded on 24.02.26 10:11:55.

(cc)

Lab on a Chip

for small deformations of the liquid, meaning small flow
rate values in microchannels) this can be expressed as 1
divided by a flow deformation time (e.g., the inverse of a
characteristic shear rate), analogously to the Deborah
number. In this review, we use the Deborah number
because most of the works on microfluidic crystals featuring
viscoelastic fluids employed this dimensionless number.

The ratio between inertial and viscoelastic forces is
quantified by the elasticity number defined as:

_ Elastic Forces  De
" Inertial Forces Re’ ©)

In a multiphase system made of two non-miscible liquids
interfacial properties play a relevant role. The ratio between
viscous forces and interfacial forces is quantified using the
capillary number:

Viscous Forces  nu

" Interfacial Forces 7y’ )
where y is the interfacial tension between the two liquids.
The values of # and u can either be those of the droplet
material (dispersed phase) or of the material surrounding the
droplet (continuous phase).?

We also introduce the particle Reynolds number that is
widely employed in the discussion of particle crystals formed
during inertial flow (section 4):

d
Re, = IKWP = Ref, (5)

where d,, is the diameter of the flowing particle and S is the
confinement ratio defined as:
d
B=1" )

L.

3 Droplet crystals

Before reviewing the literature on droplet crystals, it is
worth to introduce here few concepts regarding droplet
formation. Droplets are generally formed when two non-
miscible liquids ‘meet’ at a microfluidic junction: the
competition between capillary forces and viscous forces at
the interface between the two liquids results in the
formation of droplets having different sizes.> The fluid that
surrounds the droplet is referred to as the continuous
phase, while the fluid forming the droplet is the dispersed
phase. It has been shown that droplets can form in
microfluidic  devices having, among others, three
geometries: coaxial, flow focusing, and T-junction.® The size
of the droplets as well as the droplet regime investigated
(e.g., dripping or jetting regime) strongly depend upon the
microfluidic geometry, the fluid properties, and the flow
conditions.®> A detailed description of the droplet formation
mechanism falls outside the scope of this review; we refer
the interested reader to the review by Nunes et al® or the
more recent ones by Zhu et al.* and Guerrero et al.’

This journal is © The Royal Society of Chemistry 2021
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3.1 Formation and stability of droplet crystals: hydrodynamic
interactions among droplets

In this section, we review the literature related to the effect of
hydrodynamic interactions among droplets on the overall
stability of the droplet crystal. This is especially important to
control the formation of droplet crystals used for analytical
chemistry applications as well as for the fabrication of
colloidal structures (see section 3.3 for more details). We will
focus on the available techniques and the experimental
results on droplet crystal self-assembly, without going into
the details of the mathematical model involved in the
descriptions of the hydrodynamic potentials and the flow
fields. The interested reader may refer to the two reviews®’
by Beatus, Bar-ziv and Tlusty, where the full details regarding

the physical equations describing interactions among
droplets are reported and discussed.
The first observation of droplet generation in a

microfluidic device together with the first evidence of crystal-
like structures formation was presented by Thorsen et al.'* A
T-junction with width w = 30 pm and height # = 9 pm
followed by an expansion region having the same height but
width w = 60 um was used to generate water in oil droplets.
The droplets were formed at a frequency of 20-80 hertz and,
depending on the average imposed pressure between oil and
water, they observed a variety of crystal-like structures in the
expansion region. In particular, they observed 1D crystals
made by equally spaced droplets, 1D crystals formed by
necklace of droplets attached to each other, and 2D crystals
made of adjacent droplets forming a crystal along the
expansion width. Despite the work of Thorsen et al.'* was the
first to show the formation of droplet crystals, the main
outcome of their work was the formation of uniformly
distributed droplets (a significant improvement over
macroscopic techniques); they did not investigate the stability
of the crystals, nor clarified the origin behind the formation
of such crystals. In several microfluidic applications such as
digital polymerase chain reaction PCR, particle/cell
encapsulation and synthesis of particles, the relation among
external flow parameters, hydrodynamic interactions, and
resulting crystal is very important to establish a general
framework to create ad hoc crystal-like structures that target
specific applications (see section 3.3 for a more detailed
discussion). Beatus et al.® were the first to study the stability
of 1D droplet crystals as a function of the hydrodynamic
interactions between adjacent droplets (Fig. 2a). Similarly to
Thorsen et al,"* they formed water in oil droplets using a
T-junction having a height of 7 = 10 um and a width of w =
35 um, followed by an expansion with the same height and a
width of w = 250 um (when the width of the channel is
significantly larger than its height, the device is also referred
as ‘Hele-Shaw’ cell,** because the flow can be approximated
as a Poiseuille-like flow along the height 4 and as a potential
flow along the width w). The diameter of the droplet formed
at the T-junction was larger than the height of the
microfluidic device: therefore, as the droplets approached the

Lab Chip, 2021, 21, 2069-2094 | 2071
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Fig. 2 a) 1D microfluidic crystal made of water droplets (dispersed phase) surrounded by oil (continuous phase). The height of the channel is h =
10 pm. The width at the T-junction is w = 35 pm, while that along the expansion area is 250 um. Scale bar is 100 um b) schematic of a droplet in a
‘pancake’ configuration as a result of the confinement along the z-direction. The continuous phase flows along the x-direction. The velocity
profile is parabolic along the z-direction and a potential flow in the xy-plane. c) Image of transversal acoustic waves. d) Image of longitudinal
acoustic waves. Panels a)-d) are reprinted by permission from Springer Nature: Nature Physics, Beatus et al..® Phonons in a one-dimensional
microfluidic crystal, Copyright Springer Nature, 2006. e) Droplets of water in oil subjected to strong lateral confinement. f) Confined droplets
exhibit longitudinal wave motion. g) Confined droplets exhibit transversal wave motion. Panels e)-g) are reprinted with permission from Beatus
et al.° Physical Review Letter, 99, 124502, Copyright 2007 by the American Physical Society. h) Generation of microfluidic crystals using a step-
emulsification geometry. i) Flow field determined by particle image velocimetry in the lab frame. The relevant dipolar flow fields around each
droplet in the co-moving frame of the droplets are sketched by white arrows. The second half of the dipolar flow field close to the channel wall is
omitted for the sake of clarity. The transverse forces resulting from the dipolar flow fields from leading and trailing droplets are shown as grey and
black arrows, respectively. j) Microscopy time series showing the droplet reorganization at a 90° bend. The boundaries of the bend were indicated
in the first image. The droplet marked with a dot is repelled from the corner due to its hydrodynamic image and the trailing droplet marked with a
circle is squeezed between the leading droplet and the wall and propelled longitudinally out of the corner. k and 1) Travelling sine waves with
different wavelength as generated by periodic defects for two different droplet sizes. The width of all microfluidic channels is w = 210 um. Panels
h)-1) are reprinted from Fleury et al.,'®° Mode coupling of phonons in a dense one-dimensional microfluidic crystal, New Journal of Physics, 16,
063029, 2014, https://doi.org/10.1088/1367-2630/16/6/063029.

expansion area, the droplet assumed a ‘pancake’
configuration, i.e., more squeezed along the height than the
width (Fig. 2b). The 1D crystal observed by Beatus et al.® was
stable only near the beginning of the expansion area, while
displaying both transversal and longitudinal oscillations
further downstream (Fig. 2c and d). These acoustic waves
reminded the authors of the acoustic ‘phonons’ observed in
solid-state physics. The origin of these waves were ascribed to
the hydrodynamic interactions between consecutive droplets.
In particular, for droplets confined along one direction, as in
the case of pancake-like droplets, they observed a strong
mismatch between the velocity of the droplets and that of the
continuous phase. This was due to the drag experienced by
the droplets because of their confinement between the floor
and the ceiling of the microfluidic device: in these
conditions, the droplets disturbed the flow of the continuous
phase, resulting in the formation of a dipole-like flow field
around the droplet (Fig. 2b). The hydrodynamic interactions
between subsequent droplets were the result of superposition
of flow dipoles that generated a long-range propagation of a
wave that disrupted the stability of the crystal. The same
authors also observed that the flow-disturbance around the

2072 | Lab Chip, 2021, 21, 2069-2094

droplets propagated longitudinally over the expansion area
causing the destruction of the 1D crystal formed at the
T-junction. Similar results were obtained by Liu et al.'® that
performed numerical simulations aimed at studying the
stability of a system of confined droplets. They concluded
that the instability in the droplet configuration was due to
two factors: i) the non-linearity in the hydrodynamic potential
and ii) interactions between longitudinal and transversal
waves. The analytical expression for the interaction forces
between two closely spaced droplets has been obtained by
Sarig et al."* with a follow up analysis carried out by Green."®
From an application point of view, the results presented
above are extremely important because they provide some
arguments on how to design the microfluidic device for
targeted applications. For instance, for the fabrication of
crystals made of pancake-like structure using UV (see the
recent review by Wang and Wang'®), it is important to design
the expansion channel short enough so that the photo-
polymerisation takes place before any longitudinal or
transversal instability begins. For applications such as digital
PCR," it is important to fill in the expansion area of the
microfluidic device with as many droplets as possible: if both

This journal is © The Royal Society of Chemistry 2021
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transversal and longitudinal waves take place simultaneously,
they may result in a chaotic behaviour® that leads to the
destruction of the crystal, thus making the whole process of
filling in the expansion area with droplets unpredictable and
not optimised, with negative implications on the throughput
of a digital-PCR assay.

In their pioneering work, Beatus et al.® mainly focused on
pancake droplets that were practically unconfined along the
channel width in the expansion. In a follow-up study,’ the
same authors analysed the effect of the confinement on the
stability of the 1D crystal-like structures (Fig. 2e-g). The 1D
crystal-like structures were formed by water in oil droplets
flowing in a microfluidic channel with constant height of & =
10 pm and different values of the expansion width to simulate
the transition from unconfined (w = 250 um) to confined (w =
50 um) conditions. They observed that the 1D crystal was more
stable compared to the one reported in the previous work®
because the interactions that caused the vibrational modes
along the channel width were screened exponentially by the
lateral walls. Under a physical point of view, an increase in the
confinement resulted in a symmetry breaking between
longitudinal and transversal vibration modes, with the
transversal modes being stronger in magnitude than the
longitudinal ones. The screening of the long-range interactions
also resulted in the strengthening of the hydrodynamic
interactions between consecutive droplets due to the crystal
incompressibility in plug-flow configuration, ie., when the
channel was nearly blocked by the droplets.

Stable production of droplet crystals is the foundation for
a vast range of optimised microfluidic applications. For this
reason, it is important to know in which flow conditions
droplet crystals are stable and what would be the effect of
flow perturbations (i.e., channel defects, geometrical changes,
etc.) on the stability of the crystal. This aspect has been
considered by Fleury et al,'® who employed a step
emulsification geometry'® to produce a stable 2D zig-zag
crystal made of water droplets with radius R = 64 pm in
n-hexadecane (Fig. 2h). When the droplets entered the
expansion area with height of 2 = 120 um and width of w =
210 pum, they were squeezed between the floor and the ceiling
of the channel, with a velocity lower than the continuous
phase velocity, thus generating a flow dipole similarly to
Beatus et al® When a new droplet entered the expansion
area, the hydrodynamic interactions between the flow dipole
of the entering droplet and that of the leading droplet
resulted into the formation of a stable zig-zag 2D crystal
(Fig. 2i). Such crystal was found to be very stable along the
expansion area. The introduction of a 90° bend following the
expansion area (Fig. 2j), however, resulted in the droplets to
become closer, and it also promoted sinusoidal waves along
the full width of the microfluidic channel (Fig. 2k and 1).
Even though it is not possible to clearly appreciate the actual
sinusoidal motion from the experimental snapshots, we
invite the interested reader to access the ESI video provided
by the authors.’® In a different work,' the authors also
performed additional experiments and numerical simulations

This journal is © The Royal Society of Chemistry 2021
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that demonstrated the possibility of using defect patterns to
excite transversal or longitudinal vibrations starting from an
initial zig-zag 2D crystal. From a practical point of view, the
results presented above suggest that the stability of a crystal
should not be taken for granted as flow perturbations can
modify the overall stability of the crystal. For instance,
imperfections in the microchannel fabrication can lead to
local flow modifications that propagate along the crystal with
a destabilising effect (see also Thutupalli et al>* for more
details).

Once the crystal has been formed within the microfluidic
device, it is worth to ask whether it is stable when subjected
to an applied flow. Gai et al.** studied the overall motion of a
2D droplet crystal in a microfluidic ‘tapered’ channel with a
5° angle leading to a constriction of 30 pum. When the crystal
approached the constriction, a spatial periodicity of the
droplet rearrangement was observed that could be described
by the Read-Shockley model** for low-angle grain
boundaries. They also observed that the geometry of the
tapered channel, and especially the taper angle, was very
important to preserve the periodicity of the spatial
rearrangement in the crystal. If the taper angle was too large,
a chaotic behaviour of the crystal rearrangement appeared.

The volumetric flow rate had also an effect on the
dynamic of rearrangement of the microfluidic crystal.”® At
sufficiently large flow rate values, which are often essential in
microfluidic high-throughput applications, the overall crystal
dynamics moved from liquid-like to solid-like, and this
resulted in a non-localised spatial distribution, where the
local order was lost.

3.2 Formation of droplet crystals in microfluidic flows: from
1D to 3D crystals

The formation of droplet crystals in microfluidic devices
strongly depends on the geometry of the microfluidic device
as well as on the ratio between the flow rate of the
continuous phase Q. and the dispersed phase Qq, as well as
the capillary number Ca. Jose and Cubaud®* employed a
microfluidic device with constant height # = 250 pm having a
square-shaped flow focusing droplet formation area followed
by a diverging/converging channel (expansion chamber) with
an angle of 45° and maximum width w = 20 # = 5000 pm.
Depending on the capillary number Ca and the ratio Q./(Q. +
Q4) at the flow focusing area, spherical droplets with
diameter & < dy < 2 h and uniform size distribution were
formed. These droplets first travelled along a square-shaped
5 mm long microchannel and then entered the diverging/
converging geometry, where 1D-crystals and 2D-crystal
formation was observed (Fig. 3a). The dynamic of formation
of the 2D-crystals arranged in a multi-layered structure was
similar to the one described in previous works.®'® The
authors tracked a series of droplets entering the diverging/
converging area (Fig. 3b) and observed that such droplets
where deflected from their centreline positions because of
the hydrodynamic interactions with the droplets already in

Lab Chip, 2021, 21, 2069-2094 | 2073
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Fig. 3 a) Formation of multiple layers in the microfluidic chamber at different flow rates of the dispersed phase and a constant flow rate of the
continuous phase of Q. = 400 pul min: flow rate values of the dispersed phase are Qq = 14 pul min™ (i), Qg = 30 pl min™ (i), Qq = 40 pl min™? (iii)
and Qg = 85 pul min (iv). b) Temporal evolution of the trajectories of six successive droplets in a six-layer arrangement for Q. = 400 pl min™* and
Qq = 85 ul min™t. ¢) General phase diagram to obtain droplet crystals with different layouts. L, is the distance between consecutive droplets, do is
the diameter of the droplet and Ca is the capillary number. Panels a)-c) are reprinted with permission from Springer Nature: Microfluidics and
Nanofluidics, Droplet arrangement and coalescence in diverging/converging microchannels, Jose and Cubaud,?* Copyright Springer Nature, 2012.
d) Number of drops as a function of the initial spacing between consecutive droplets. €) Numerical snapshots of the crystal configuration resulting
from the combination between droplet number and initial spacing. Numbers in (e) refers to the data points in (d). Panels d) and e) are reprinted
with permission from Springer Nature: Microfluidics and Nanofluidics, Understanding drop-pattern formation in 2-D microchannels: a multi-agent
approach, Danny Raj and Rengaswamy,?® Copyright Springer Nature, 2014. f) Snapshot of droplet crystals generation within microfluidic devices
with different funnels for a constant flow rate of the continuous phase equal to Q. = 0.16 ml h™%. The flow rate of the dispersed phase was
regulated as: Qq = 0.01 ml h™* (i), Qq = 0.02 ml h™? (ii) and Q4 = 0.04 ml h™* (iii). g) Experimental snapshots as in (f) for a constant flow rate of the
continuous phase Q. = 0.04 ml h™. The flow rate of the dispersed phase is Qg4 = 0.01 ml h™ (i), Qq = 0.02 ml h™ (i) and Q4 = 0.04 ml h™ (jii).
Panels f) and g) are reprinted with permission from Springer Nature: Korea-Australia Rheology Journal, Effect of local kinematic history on the
dynamic self-assembly of droplets in micro-expansion channels, Yang et al.,>® Copyright Springer Nature, 2011. h) Optical microscopy images of
hexagonal lattices formed by droplets having different volume. Reprinted with permission from Seo et al.,>” Microfluidics: from dynamic lattices to
periodic arrays of polymer disks, 21(11), Copyright 2005, American Chemical Society.

et al:* both works analysed hydrodynamic interactions
between two droplets in i) strong confinement®® and ii) more
mild confinement.”* An important aspect arising from the
analysis of Fig. 3a is the occurrence of a transition from 1D-

the chamber. The first droplet travelled towards the upper
part of the chamber while the second one was deflected on
the second row and so on, similarly to the zig-zag 2D crystals

observed by Beatus et al.® and by Fleury et al.’® An interesting

consideration is that the droplet confinement in Jose and
Cubaud®® was significantly smaller than the one in Fleury
et al.:'® despite such difference, hydrodynamic interactions
were still significant and led to the formation of 2D crystals.
In other words, even values of the droplet confinement that
do not force a significant pancake-like droplet shape are
sufficient to generate hydrodynamic interactions aimed at
the formation of droplet crystals. Similar results regarding
occurrence of hydrodynamic interactions between droplets
having different type of confinement can be found
comparing the work of Shen et al.>® with the one of Ohmura
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crystal to 2D-crystal formation when changing the flow rate
of the continuous phase Q.. Jose and Cubaud** reported a
phase diagram linking the crystal formation to both capillary
number Ca and frequency of droplet formation expressed as
distance between consecutive droplets L, normalised by the
droplet initial diameter d, (i.e., at the flow focusing area), as
reported in Fig. 3c. The main message arising from this
analysis was that the formation of 1D crystals occurred at low
droplet formation frequency values, with Ly/d, = 10: in this
case, the first droplet entering the diverging/converging
geometry had sufficient time to travel along the axis before
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another droplet arrived. When increasing the frequency of
droplet formation, meaning an increase of Qq, the flow dipole
generated by the first droplet entering the diverging/
converging area interacted with the one generated by the
upcoming droplets, resulting in a multi-layered 2D crystal
configuration. We expect the phase diagram reported in
Fig. 3c to be valid only for the geometry described in the
corresponding work. A variation of geometrical parameters in
the device such as channel height, angle in the diverging/
converging chamber are expected to modify the transition
between 1D to 2D crystals and also the type of multi-layer
crystals observed because of a variation of the hydrodynamic
interactions among droplets.”> While the results by Jose and
Cubaud®* can be qualitatively explained using the same
arguments presented in the seminal paper by Beatus et al.,’ a
more quantitative analysis has been carried out with the aid
of numerical simulations (Fig. 3d and e).”> The interacting
drop-traffic model solved in creeping flow (ie., at very low
Reynolds number values) was employed to describe the
different forces acting on droplets flowing in the same
geometry of Jose and Cubaud.** This model assumes that the
droplets are subjected to three forces: i) a force exerted by
the continuous phase, ii) a force due to the presence of other
droplets when the distance between the two centres of gravity
approach the droplet diameter, and iii) the force due to the
geometrical boundaries. By solving the resulting equations,
the results by Jose and Cubaud®® were replicated in full
(Fig. 3d and e). The authors also demonstrated that droplet
crystal configurations observed in the diverging-converging
geometry depended upon the frequency of droplet formation,
as originally reported by Jose and Cubaud.** Specifically,
when the initial spacing between consecutive droplet was
small, ie., at large droplet formation frequencies (high
throughput), there was a tendency to form 2D crystal-like
structures. On the contrary, when the spacing between
droplets was large, ie., at small droplet formation
frequencies (low throughput), 1D crystal-like structures were
formed. More interestingly, the authors evaluated the
resulting crystal-like structures when changing the geometry
of the diverging-converging area: they found that the
midsection of the microchannel, where the velocity profile
was nearly flat along the channel width, had the largest effect
on pattern formation rather than the ‘shape’ of the inlet and
outlet of the expansion area. The transition from 1D to 2D
crystals as function of droplet size and volumetric flow rates
has also been reported in other works.*°™*?

The effect of the shape of the inlet and outlet of the
expansion area was experimentally investigated by Yang
et al.*® (Fig. 3f and g) using devices with uniform height & =
200 pum. They referred to the different shapes as ‘local
kinematic history’, meaning the history that each droplet
experienced before entering the expansion area. For a fixed
geometry, an increase of the dispersed phase flow rate Qq
resulted in the transition from 1D crystal-like structures to
2D structures (not necessarily crystals), in agreement with the
findings presented previously.>*® At variance with previous
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experimental evidence, though, the ‘regularity’ of the 2D
structure depended upon the kinematic history. With
reference to Fig. 3f, 1D structures were all crystal-like
regardless of the geometry, whereas 2D crystal-like structures
were only observed for the triangular inlet to the expansion
area; in all the other cases, at large values of Qq, the pattern
was always irregular, thus preventing the formation of any
crystal-like structure. The formation of droplet crystals at low
capillary number values was also explored (Fig. 3g). The
formation of regular 2D crystal-like structures was only found
in devices denoted as hyperbolic (I) (Fig. 3f) or in those with
rectangular shape. The aforementioned results show that the
geometrical design of the channel has a strong impact on the
formation of 1D or 2D crystal-like structures. While a more
general framework relating flow parameters to droplet
formation in different geometries exists,® the same is not true
for crystal-like formation due to the complexity of the multi-
body system. A comprehensive framework addressing the
formation of crystal-like structure would enable deterministic
formation of microfluidic crystals, thus opening new
opportunities for microfluidic applications.

All the microfluidic crystals introduced so far were made
by droplets with a circular cross-section, either in a pancake
configuration or in a more spherical shape. In some
microfluidic applications such as digital PCR,"”” 2D crystals
are organised in the expansion area of the microfluidic device
in order to fill in the whole space. Of course, if the 2D crystal
is made of circular droplets, there will be empty spaces in the
device with consequent reduction of assay throughput. In
such circumstances, it would be beneficial to employ 2D
crystals made of drops with rectangular or hexagonal cross-
section or any other suitable shape that can fill in a
rectangular chamber entirely, without leaving empty spaces.
Seo et al®>’*® fabricated 2D microfluidic crystals made of
different internal shapes, with the aim of forming 2D lattices
(Fig. 3h). They observed that by changing the volume of the
formed droplets, it was possible to generate2D crystals with
pentagonal or hexagonal shapes. They employed silicone oil
with viscosities in the range of 0.64 to 50 cP in an aqueous 2
wt% sodium dodecyl sulfate solution; the interfacial tension
was y = 2.71 mN m™". The imposed flow conditions resulting
in a capillary number Ca ~ 1 x 10!, meaning very small
values of the imposed flow rate (0.1 to 2 uL min™").

For small values of the droplet volume (0.53 to 1.12 nL), the
2D crystals were made by droplets with a circular shape.*
When increasing the droplet volume above 1.52 nL, the circular
droplets deformed into different shapes (because of the
confinement) and filled in the entire chamber, even in the case
of bimodal droplet distributions (see the two bottom-left panels
in Fig. 3h). The potential formation of 2D crystals fitting the
entire expansion area solved the problem of empty spaces
caused by spherical droplets. However, shapes different from
the circular one in 2D crystals have been generated only for
very small flow rate values, which somehow limits the
applications to low throughput ones. Even more recent
attempts®” to form honeycomb microfluidic crystals using
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surfactants with two different adsorption rates were limited by
low flow rate values (same range as Seo et al.>’*°); furthermore,
the honeycomb structure in Fujiwara et al.*” was not perfectly
uniform and changed over time because of the absorption of
the second surfactant on the droplet surface. Very recently, the
morphology of microfluidic crystals observed by Raven and
Marmottant®® were numerically reproduced®® using a
multicomponent Lattice Boltzmann method augmented by a
forcing term representing the near-contact forces at the
interface between two droplets.

Until now, we mainly focused on the formation of 1D and
2D crystals. Intuitively, to produce 3D structures, the droplets
need to have some ‘free space’ along the height of the
microchannel, a condition that has never been fulfilled in
the works discussed above. Hatch et al.** demonstrated the
formation of 3D droplet crystals in microfluidic devices
(Fig. 4a and b). More specifically, they either changed the
flow rate value of both continuous and dispersed phase in
order to obtain droplets with diameter smaller than the
channel height, or changed the height of the microfluidic
device compared to the size of the droplet. By doing so, they
demonstrated the transition from 2D to 3D microfluidic
droplet crystals. The type of crystals formed depended upon
the ratio between chamber height and droplet size, as
reported in Fig. 4a. A different approach was followed by
Priest et al®** who employed a step emulsification device
(Fig. 4c) to produce 3D crystal lattices made of pentagons
(Fig. 4d). They employed water or glycerol water with the
addition of 2 wt% of NaCl as dispersed phase and Isopar low
viscosity organic liquid with Span 80 as continuous phase.
When the droplets entered the ‘step’ in the microfluidic
device, they settled because of density difference, thus
occupying the floor of the device; additional droplets settled
above the ones occupying the floor leading to the formation

a) c)

continuous phase

Top View:

HHH

Miller Index (111) (110) (100) (111) ccp
Side View: >

HD 1 1+1/2 14V2/2 1+V2i3 142273

View Article Online

Lab on a Chip

of 3D droplet crystals (Fig. 4d). A potential disadvantage of
the systems employed by Hatch et al.*>* and by Priest et al.**
is that the formation of the 3D crystal was delayed by the
presence of the continuous phase that needed to be replaced
by new droplets. A way around this problem has been
proposed by Wang et al.*® and then significantly optimised
by Parthiban et al.*®> Wang et al.* simply added some tiny
lateral channels to the expansion region with the goal of
removing the continuous phase, thus ‘accelerating’ the
formation of the 3D droplet crystal. They employed a
microfluidic device with constant height 7 = 50 um where
water-in-oil droplets were formed using a flow-focusing
geometry: the droplets then reached an expansion area where
strong hydrodynamic interactions took place, facilitated by
the removal of the oil via the lateral channels. The resulting
3D crystals was not perfectly uniform across the expansion
area, thus leaving room for design optimisation. In this
respect, Parthiban et al.*>® recently demonstrated production
of uniform 3D droplet crystals using an expansion area that
changed the height gradually from 2 = 500 pm to & = 2000
um; before the expansion area, a single lateral channel was
used to subtract the continuous phase. With reference to
Fig. 4e, the authors demonstrated that when not removing
the continuous phase (oil, in their case) water droplets
tended to form only 2D microfluidic crystals. When
increasing the amount of continuous phase subtracted before
approaching the expansion area (meaning a reduction of the
distance between consecutive droplets), the droplets arranged
to form 3D closely packed microfluidic crystals that were
uniform across the expansion area. It is interesting to notice
the analogy between the results of Parthiban et al®® with
those of Jose and Cubaud:** in both cases a transition
between different crystal orders was obtained by reducing the
distance between consecutive droplets in order to enhance
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Fig. 4 a) Three-dimensional droplet sphere packing configurations. Illustration of self-assembled droplet sphere packing configurations as a
function of chamber height/droplet diameter ratio, H/D. b) Brightfield images of single layer to triple layer self-assembled droplet sphere packing
configurations. Scale bars are 100 um. Panels a) and b) are reproduced from ref. 33 with permission from The Royal Society of Chemistry. c)
Schematic of the single step emulsification geometry, where w = 200 um, h = 10, 22 or 43 um, while H = W = 250 um. d) Self-assembly of gel
emulsions in microchannels. As the dispersed phase volume fraction increases (top to bottom), the structural order of the emulsion increases
substantially. Panels c) and d) are reprinted from Priest et al.,** Generation of monodisperse gel emulsions in a microfluidic device, 88(2), 2006
with permission of AIP publishing. e) Schematic illustration of 3D microfluidic devices used for self-assembly of water droplets into 2D and 3D
ordered array. Experimental snapshots of the microfluidic crystals obtained for different volumetric flow rate values of the inlets/outlets.
Reproduced from ref. 35 with permission from The Royal Society of Chemistry.
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hydrodynamic interactions. Parthiban et al®® also
demonstrated that the kinematic history of the liquid
entering the expansion area was important to generate 3D
crystals, echoing the results for 2D droplet -crystals
introduced by Yang et al’>® When using a sudden expansion
area (without the gradual change from /4 = 500 um to i =
2000 um), it was not possible to obtain stable 3D crystals,
thus further strengthening the argument that the local
kinematic history remain a crucial parameter to achieve
crystals with a well defined order and regularity.

Before closing this section, we make a final consideration
regarding droplet crystals made of droplets having different
properties. In applications such as synthesis of anisotropic
particles*™*? or microfluidic crystals®® formed by polymerised
droplets having different properties, it is important to know
how to inject the two droplets types in order to obtain the
desired final structures. Numerical simulations carried out by
Danny Raj et al.** using the same geometry of Jose and
Cubaud®® studied the effect of the injection policy of two
droplets types called ‘A’ and ‘B’, obtaining also some
counterintuitive results. For instance, they demonstrated that
an injection policy ABAB led to a microfluidic crystal where
the succession of particles follow the order ABAB only when
the crystal was 1D. For 2D droplet crystals with 6 layers (such
as those in Fig. 3a) the injection policy ABAB led to a 6 layer
crystal where the top 3 layers were formed by droplet A and
the bottom 3 layers formed by droplet B. The observed
layering (a symmetry breaking instability) was caused by the
infinitesimal local perturbations around the droplets entering
the expansion channel. The results by Danny Raj et al**
demonstrated even further the complexity of the formation of
crystal-like structures in microfluidic device and called for
further studies targeting a general framework to describe the
observed structures.

3.3 Applications of droplet crystals

In this section, we discuss some applications of droplet
crystals. In the majority of cases, these applications have
been characterised as ‘droplet microfluidics’, thus somehow
overlooking the importance of having a crystal-like structures
to obtain, for instance, high throughput assays and to avoid
cross-contamination in analytical chemistry applications. A
notable exception is the commercialised PCR system by Stilla
Technologies, which is labelled as Crystal Digital PCR. It is
our intention to highlight some recent works in the field
where droplet crystals play a crucial role, while we will refer
the interested reader to other more comprehensive reviews
on the topic at large.

3.3.1 Droplet crystals in analytical chemistry. Droplet
crystals can be seen as an ensemble where each droplet
occupies a specific place within the ordered structure. Each
of these droplets can be also seen as a micro-reactor, where
biochemical reactions can take place in parallel. The
possibility of running multiple parallel reactions in a single
microfluidic crystal has been largely exploited, for instance,
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for polymerase chain reactions (PCR) applications.’® PCR is a
technique aimed at exponentially amplifying the DNA during
three thermal cycles: in the first high temperature cycle (=95
°C), the two double strands of the DNA are denatured to two
single strands. The temperature is then lowered (=56 °C) for
the annealing step where short primers anneal to the
targeted DNA. Furthermore, a polymerase (generally derived
from Thermus aquaticus) attaches to the formed complex. The
temperature is finally raised (=72 °C) during the extension
step where the polymerase gains activity and synthesises a
second complementary DNA strand from the free nucleotides
in solution. Since the PCR is a series of biochemical
reactions, it represents the ideal application where
microfluidics can contribute: many are, indeed, the
microfluidic devices related to PCR analysis (see for instance
the reviews by Ahrberg et al,”® Sreejith et al.,”* and by Yin
et al”). In the context of droplet crystals for PCR
applications, Hatch et al'” employed a 3D droplet
microfluidic crystal introduced in an earlier work® to
perform PCR in a 1 million droplet array packed in a large
chamber (Fig. 5a and b). The droplets were first formed and
then split in subsequent smaller droplets using the
microfluidic device reported in Fig. 5a. After splitting, the
droplets entered a wide chamber having height larger than
the droplet diameter, where they self-assembled in a 3D
crystal. The droplet crystal presented a coexistence of a (100)
square packing and (111) hexagonal packing due to the fact
that a slightly mismatch in the ratio between the height of
the channel and the droplet diameter led to a different
crystal orientation (Fig. 4a). The tightly droplet packing
ensured (almost) full filling of the chamber volume thus
maximising the throughput. Fluorescent analysis using a
conventional DSLR camera was employed to quantify the
PCR efficiency, with good agreement observed between
experiments and expected outcomes. The thermal cycle was
carried out integrating a thermocycle control module located
below the microfluidic device. A microfluidic platform for the
quantitative and sensitive detections or rare mutations using
1D and 2D droplet crystals has been introduced by Pekin
et al® The authors employed a flow focusing droplet
generator to form 1D droplet crystals: the droplets entered a
tapered expansion where they self-assembled in 2D crystals,
similarly to those observed by Gai et al.>' The evaluation of
the mutations were quantified using fluorescent confocal
microscopy. A technological advancement in terms of droplet
detection has been presented by Yelleswarapu et al.>* where
up to one millions of droplets per second could be analysed
using a conventional phone camera. At variance with the
work of Hatch et al.,"” they employed flow-focusing droplet
generator in parallel aimed at the formation of 1D droplet
crystals. As previously discussed, one way to drive the
formation of compact droplet crystals is to remove the
phase in the expansion chamber.>>*° By
following this procedure, O'Keefe et al*® employed a
microfluidic chamber with an intermediate sieve layer having
a twofold function: i) remove the continuous oil phase to
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Fig. 5 a) Schematic of the microfluidic device with 256 splitting parts used to generate 1 million droplets in few minutes. b) Image of the
fluorescent signal derived from the PCR analysis occurring in the microfluidic crystal. Panels a) and b) are reproduced from ref. 33 with permission
from The Royal Society of Chemistry. c) Droplets are self-assembled with the help of a grid where the continuous phase is filtered. Upon removal
of the continuous phase, the crystal self-assemble in a uniform 2D droplet crystal. Reprinted with permission from O'Keefe et al.,*> Highly efficient
real-time droplet analysis platform for high-throughput interrogation of DNA sequences by melt, Analytical Chemistry, 91, 17, 11275, Copyright
2019, American Chemical Society. d) Droplets are ‘frozen’ in space by curing the photocurable oil (continuous phase) using a UV lamp. This
approach prevented coalescence during the PCR thermo cycle. e) Experimental snapshots of the 2D droplet crystal before (left) and after (right)
the PCR thermo cycle. Top and bottom image refer to the fluorescence signal obtained before (left) and after (right) 40 PCR cycles. Panels d) and
e) are reprinted with permission from He et al.,*® Rapid in situ photoimmobilization of a planar droplet array for digital PCR, Analytical Chemistry,
92, 8530, Copyright 2020, American Chemical Society. f) Schematic of the step emulsification droplet PCR device. At variance with other
microfluidic device, here the droplet are formed by employing only a single syringe pump with the continuous phase being preloaded in the
device. This arrangement leads to the formation of 2D droplet crystals. Reprinted with permission from Nie et al.,*” Assembled step emulsification
device for multiplex droplet digital polymerase chain reaction, Analytical Chemistry, 91, 1779, Copyright 2019, American Chemical Society. g)
Schematic of the experimental setup to generate droplet tankers each containing droplet crystals. Reproduced from ref. 48 with permission from
The Royal Society of Chemistry. h) Schematic of the centrifugal-driven droplet generation. The centrifugal force pushes the water (dispersed
phase) through the oil (continuous phase): this is similar to a step emulsification device where the syringe pump is replaced by the centrifugal-
driven flow. Scale bar in the experimental snapshot is 200 pm. Reprinted with permission from Li et al.,*° Centrifugal-driven droplet generation
method with minimal waste for single-cell whole genome amplification, Analytical Chemistry, 91, Copyright 2019, American Society of Chemistry.

enhance the formation of a 2D crystal and ii) immobilise
each droplet in a single place (Fig. 5¢). By using this device,
the authors demonstrated real-time analysis of individual
droplets to detect heterogeneous DNA methylation of the
CDO01 tumour suppressor gene using PCR analysis followed
by a digital high resolution melt analysis (a post-PCR
procedure aimed at identifying sequence variations in DNA).
During the PCR cycle, the reagent needs to undergo
different thermal cycles where the temperature is changed
significantly with AT = 40 °C. Such abrupt temperature
change affects the integrity of the 3D crystal-like structure, as
the droplets tend to coalesce.'” From an application point of
view, droplet coalescence means cross-contamination among
different micro-reactors. A solution to this problem was
proposed by Bian et al.>® that employed a microfluidic device

2078 | Lab Chip, 2021, 21, 2069-2094

made of polydimethylsiloxane (PDMS) saturated with mineral
oil on a silicon mould fabricated using conventional
lithography. This step was critical to avoid droplet
evaporation under many rounds of thermal cycling, thus
preserving the integrity of their 2D crystal, meaning larger
throughput and no cross-contamination. They also employed
two-colour fluorescent probes for simultaneous detection of
E. coli O157:H7 and L. monocytogenes. A different approach
aimed at overcoming the problem of coalescing droplets has
recently been introduced by He et al.*® They employed a flow-
focusing droplet formation technique to create a 2D droplet
crystal made of polyurethane droplets (dispersed phase) in
photocurable oil (continuous phase). By using a UV lamp,
they polymerised the oil surrounding the droplets, thus
‘freezing’ the 2D crystal (Fig. 5d and e). This technique
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remains valuable to avoid droplet coalescence during PCR
thermocycle but also to prevent droplet free movements, thus
making real-time analysis possible without the use of a sieve
as presented by O'Keefe et al*® By using this technique,
highly efficient PCR fluorescent readout was demonstrated.
We expect that a further improvement in terms of throughput
can be realised by creating a 3D crystal structure in the PCR
chamber rather than a 2D crystal. Of course, there are some
foreseeable challenges associated to the formation of the 3D
crystals during photopolymerisation process. Apart from
direct PCR applications, 2D droplet crystals have also been
recently employed to detect cancer biomarkers®® and
circulating tumour DNA.”” Similar considerations remain
regarding increasing the assay throughput by adding an extra
dimensionality to the crystal, from 2D to 3D.

In all the applications presented so far, the formation of
droplet crystals occurred after the formation of individual
droplets using either a T-junction geometry or a flow-
focusing geometry. However, this often requires very sensitive
control of the applied volumetric flow rate in order to obtain
uniform droplets that can then self-assemble in a droplet
crystal. This problem has been addressed firstly by Xu et al.”®
that generated droplets by using a microfluidic device with a
single inlet, leading to a rectangular channel with aspect
ratio larger than 3.5 followed by an expansion area (this
technique was named ‘step emulsification’). The expansion
chamber of the microfluidic device was first filled with the
continuous phase (oil); the dispersed phase (water) was then
pumped via the single channel and, upon reaching the
expansion, it formed a droplet that was pinched off because
the equilibrium Laplace pressure acting on the droplet could
not be maintained thanks to the abrupt expansion. The
authors employed this technique to perform PCR analysis
aimed at identification of the targeted genomic DNA purified
from lung cancer lines H1579. This concept has been also
recently pushed further by Nie et al*’ that designed are
usable multiplex microfluidic device for PCR analysis in 2D
droplet crystals (Fig. 5f). The device was made of two soda-
lime glass plates patterned by standard photolithography and
wet chemical etching techniques. The two pieces of glass
were simply bonded using binder clips: after each use, the
device could be easily cleaned and then reused. The oil
(continuous phase) was pre-loaded in the microfluidic device
before clamping the two pieces of glass. Then, the dispersed
phase was injected using a single inlet that ended in several
lateral channels with different diameters: when the dispersed
phase was in contact with the oil, droplets were formed as
for the step emulsification technique described by Xu et al.”®
Moreover, the formed droplets interacted forming a 2D
droplet crystal: together with an additional parallelisation
(eight parallel channels), the authors achieved a very large
throughput. They employed this device to detect template
DNA at concentrations as low as 10 copies per pL and they
also performed quantitative assessment of HER2 copy
number variation, important for targeted therapy and
prognosis of breast cancer.
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The majority of droplet crystals employed for PCR
applications, either 2D or 3D, were very valuable for the
analysis of a single sample via droplet parallelisation. A
different approach is needed when a simultaneous analysis
of different samples is required. An example is the evaluation
of the minimum inhibitory concentration (MIC), meaning
the lowest concentration of antibiotic in which the growth of
bacteria cannot be observed. The MIC strongly depends upon
the initial bacteria concentration, and such phenomenon is
called inoculum effect (IE). The IE is very important in the
clinical practice because it can lead to an overestimation of
the MIC in vitro, thus causing an increased mortality among
patients. To correctly evaluate the MIC, analysis with
different amount of antibiotics are required, thus making the
devices introduced so far not optimal unless when using
several of them in parallel. In an attempt to solve this
problem, Postek et al*® recently employed a microfluidic
system for the formation of droplet tankers each containing a
3D droplet crystal (Fig. 52). The authors first prepared off-
chip microliter mother droplets, each with a different
chemical environment. The droplets were then aspirated
from a well plate with emulsification taking place using the
Drop Chop device introduced previously by the same
authors.” These droplets were then injected in another
channel where they were encapsulated in a larger droplet
called tanker using immiscible squalene (Fig. 5g). Once
within the tanker, the encapsulated droplets self-assembled
in a 3D microfluidic crystal that was then subjected to
incubation at 37 °C while flowing in a tube, and then re-
injected in the microfluidic device for detection. Since the
mother droplets were all presenting different chemical
environments, it was possible to simultaneously run MIC
assays. Another advantage of the approach employed by the
authors is that each reactor tanker contained a 3D droplet
crystal, meaning a very large amount of individual micro-
reactors in parallel, thus making the whole procedure high-
throughput. In terms of stability of the 3D droplet crystal
within the tanker, no significant variation in droplet number
and shape after 16 hours at 37 °C was reported. However,
follow up studies should analyse the effect of large
temperature differences (such as those experienced during
PCR) on the stability of the tanker, in order to expand the
range of applicability of this platform.

The advent of step emulsification droplet formation using
a single channel opened the way to a different approach for
droplet formation where the motion of the dispersed phase
was not imposed by an external syringe pump but rather by
the centrifugal force experienced by the fluid during the
‘spinning” of the microfluidic device. Centrifugal step
emulsification was employed by Schuler et al.®® to produce
individual droplets that then self-assembled in a 2D crystals
made of hexagons, where recombinase polymerase
amplification (RPA), ie., a DNA amplification technique
occurring at the constant temperature of ~39 °C, took place.
In a successive work,”" the authors also performed PCR on a
disk using a centrifugal step emulsification technique to

Lab Chip, 2021, 21, 2069-2094 | 2079


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d1lc00144b

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Open Access Article. Published on 14 Mee 2021. Downloaded on 24.02.26 10:11:55.

(cc)

Critical review

form 2D crystals. The 2D crystal was formed by changing the
speed of the centrifuge in order to change the balance
between centrifugal and capillary forces: air bubbles were
then removed using a bubble drain, thus allowing formation
of a large 2D crystal occupying the whole PCR readout area. A
similar result was also obtained by Peng et al.®> who designed
a microfluidic device with an oil-storage structure for the
regulation of the thickness of the oil film (continuous phase)
between neighbouring water droplets. An example of
parallelisation of microfluidic devices subjected to centrifugal
force has recently been presented by Li et al,* who
performed PCR analysis with 98% of sample utilisation as
well as a single-cell whole genome amplification. With
reference to Fig. 5h, oil was first added to the device followed
by water and air. During centrifugation, water droplets were
formed in the continuous oil phase; to minimise the waste,
additional oil used to push the remaining water to form
other droplets in oil was added. The advantage of this
approach was that more droplets could be formed, thus
leading to strong hydrodynamic interactions which formed a
uniform 2D crystal for both PCR and whole genome analysis.
Some limitations encountered in centrifugal microfluidic for
the formation of droplet crystals include the possibility of
controlling droplet size and droplet formation without
changing the rotational speed. As extensively discussed, the
injection policy may alter the dimensionality of the
microfluidic crystal,> while the possibility of changing the
droplet size compared to the height of the microfluidic
device can lead to a reacher variety of droplet crystals.*® The
first problem has been addressed by Wang et al®® who
designed a centrifugal microfluidic pressure regulator
scheme to control droplet formation without changing the
rotational speed. Specifically, they employed an air chamber
as pressure regulator to control the droplet crystal formation.
The second problem has been recently addressed by Clime
et al® who employed pneumatic actuation for fluid
displacement. They demonstrated formation of uniform 2D
droplet crystals, each having individual droplets with
different diameter and narrow standard deviation.

Before concluding this section, we want to highlight a
recent work by Kao et al.®® where the microfluidic crystal was
formed without the support of any type of external flow
equipment, nor syringe pump, nor centrifugal force. The
device was still based on the step emulsification process
where the continuous phase was, as usual, added in the
droplet generation chamber; moreover, the dispersed phase
as well was added to a reservoir in the microfluidic device
using a pipette. The flow was then initiated by orienting the
device vertically, with the gravity driving the dispersed phase
in the continuous phase chamber, thus leading to the
formation of droplets that then self-assembled in 2D crystals.
The same device was used for digital enumeration of bacteria
and for antibiotic susceptibility testing. We believe that
similar approaches will be required in the future in the
attempt to use microfluidic devices in places where expensive
pieces of equipment are not available.
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3.3.2 Droplet crystals in colloidal fabrication. The
fabrication of colloidal structures using microfluidic devices
has attracted an enormous interest.'®®®* As for the
biochemical applications  previously described, the
fabrication of colloids currently falls in the field of droplet
microfluidics. It is our intention here to highlight a more
recent research direction that 1is currently gaining
momentum based on the fabrication of colloidal crystal-like
structures by taking advantage of the hydrodynamic
interactions among droplets discussed before. Even though
there are not many existing works in this field, we envisage
many future works where hydrodynamic interactions will play
a key role in the fabrication of droplet crystals.

So far, we discussed findings related to the formation of
droplet crystals having either different dimensionality (1D,
2D, 3D) or having individual crystal components with
different shape (circle, hexagon, pentagon, etc.). However,
while such crystals have been advantageous in analytical
chemistry, they find limited interest when seeking to
fabricate small colloidal crystal-like structures. Shen et al.®°
presented the first experimental evidence of formation of
colloidal  crystal-like  structures resulting from the
hydrodynamic interactions of the single droplet units
(Fig. 6a and b). They employed a microfluidic device with two
different heights, in analogy with the aforementioned step
emulsification geometry. In the first part of the channel,
droplet plugs were formed using a flow-focusing geometry;
when entering the wider chamber with larger channel height,
the plug dissociated in different circular droplet units. After
adding a large amount of surfactant, far above the critical
micellar concentration, the so-formed droplets remained in
contact and began to interact hydrodynamically to form a
variety of colloidal structures depending on the initial
configuration of the separated droplets (Fig. 6b). The authors
were also able to solidify the formed structures by using
acrylate-based polymers and by adjusting the solubilities so
that the polymerisation could occur in both continuous and
dispersed phase. The potentiality of this approach is that
colloidal crystals with different shapes or properties could be
easily fabricated with a throughput of up to 30000 structures
per hour. Shen et al.®® suggested the potential of fabricating
photonic materials by reducing the dimensions of the
individual droplet size down to 400 nm and below. This
hypothesis has recently been explored further by Morozov
and Leshansky,”® who suggested to encapsulate the colloidal
crystals formed by Shen et al.®® in a droplet, and then use
hydrodynamic interactions among droplets to generate
different crystals, by using a modified version of the setup by
Postek et al*®* Morozov and Leshansky’® demonstrated
numerically the emergence of the omnidirectional band gap
in the cubic face centred (fcc) lattice dumbbells. They also
reported that encapsulating tetrahedrons over fcc-templated
dumbbells caused a reduction of the photonic properties.
The results by Shen et al®® remain, to the best of our
knowledge, the only experimental data on the subject. More
recently, numerical simulations®”””* have been carried out to
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Fig. 6 a) Schematic of the two-level microfluidic device (left) and
confocal image of the system taken over long exposure times and
comparison with numerical simulations (right). b) Rearrangement
kinetic of several crystals with different initial configurations. Top
panels are experimental snapshots with scale bar of 50 um, while the
bottom panels are obtained from numerical simulations. Panels a) and
b) are reprinted from Shen et al.®® c) Structure configuration observed
by Shen et al.®® and used as initial conditions for the numerical
simulations by Danny Raj et al.®” (first column). Numerical simulation
results outlining the equilibrium conditions resulting from a slight
perturbation of the initial conditions (second column). Evolution of the
form factor @4 defined in the text (third column). Reprinted from ref.
67, with permission of the Royal Society of Chemistry.

replicate the experimental results of Shen et al.®® Ge et al.”*
employed confined simple shear and Poiseuille flow as
reference flows and showed that the crystal formation is
mostly affected by the shear-induced cross-stream migration
as long as attractive forces between droplets are present. The
Poiseuille flow approximation is valid in 3D flow, meaning
that the droplets do not ‘feel’ the presence of the walls and
do not assume a ‘pancake’ shape: in such conditions,
depletion forces between droplets are more relevant than the
long-range dipolar interactions.®” The results by Ge et al.”*
clarified that the crystal formation was a result of

hydrodynamic interactions in 3D flow, but they did not
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provide a predictive framework that would allow crystal
design a priori. Some steps in this direction have been made
by Danny Raj et al® They first performed numerical
simulations to evaluate the stability of the crystal-like
structures introduced by Shen et al.®® (Fig. 6¢). At time zero,
the droplet configuration was the one by Shen et al.®® (first
column in Fig. 6¢); after a local perturbation, they studied
the variation over time of the structure (second column in
Fig. 6¢), and quantified the modification using the structure
parameter @y (third column in Fig. 6c). Besides the
mathematical definition of @y (not reported here), the
meaning of this parameter was that structural changes of the
colloidal structure were reflected in a change of the @4 value.
With reference to Fig. 6c, it is clear that there are some
structures that are stable over time, while others evolve into a
different crystal. Under an experimental point of view, this
means that the design of the microfluidic device needs to
account for the residence time of the desired crystal. If a
metastable configuration is desired, optimisation of the
channel design and photo polimerisation time is crucial to
achieve the desired crystal. The authors also attempted to
introduce a general framework based on the optimisation
analysis, solving a large combinatorial problem after fixing a
suitable objective function. By doing so, they obtained a non-
trivial relation among channel geometry, injection policy,
and the resulting geometry; however, their results could not
be generalised in a unified framework due to the complexity
of the original problem. We agree with the authors that the
introduction of machine learning techniques can actually be
able to transform the current problem in a deterministic one,
where a desired crystal configuration can be achieved by
using a specific channel design coupled to a specific
injection policy. Future experimental and numerical works
are still required to provide a unified framework of action to
fabricate  microfluidic  crystals using  hydrodynamic
interactions among droplets.

4 Particle crystals

We now proceed to review crystal-like structures made of
rigid particles. The most important difference between
droplet and particle crystals is the way they are obtained.
While the formation of droplets can be accurately controlled
in a variety of microfluidic geometries,® the same is not true
for rigid particles. In other words, the interactions among
droplet crystals can be controlled at the micrometer level,
while the interactions among rigid particles depend upon
their position along the microchannel cross-section and their
mutual distances. The spatial distribution of the suspended
particles cannot be controlled during the injection process,
being the latter a random process. A way to manipulate the
position of the particles along the channel cross-section is to
exploit non-linear forces such as inertial and viscoelastic
forces. Indeed, both forces are able to drive the flowing
particles towards specific equilibrium positions depending
on the channel geometry, flow rate, and properties of the
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suspending liquid, as well documented in several
reviews.”>”’® Once the particles reached the equilibrium
position, at sufficiently large concentrations, they begin to
interact, possibly leading to the formation of crystal-like
structures. In this stage, the overall dynamics depends upon
the mutual distance between all the interacting particles.
This results in a complex collective motion even for the
simplest case of an inertialess Newtonian fluid where pairing
instabilities, cascades of pair-switching events, propagation
of displacement waves occur.>*’*%° These phenomena
prevent the formation of equally-spaced structures. On the
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particle/cell encapsulation, flow cytometry and material
science, as described in section 5.

In the following sections, we review the self-assembly of
particles suspended in a fluid flowing in a microfluidic device
induced by inertial or viscoelastic effects. We begin from the
dynamics of a particle pair, that is the starting point to
understand the particle-particle hydrodynamic interactions. The
analysis is then extended to the more complex phenomenon of
train formation with a focus on the capability of inertia or
viscoelasticity to form stable ordered structures and the effect of
the relevant parameters on the particle microstructure.

other hand, inertia or viscoelasticity introduce strong non-
linearities that, at some extent, might lead to a stable ordered
microstructure. As a result, particle crystals can either be
formed on a single fluid line (1D crystals) or on multiple flow
lines (2D crystals), and they find several applications in

4.1 Inertial ordering

Before presenting the recent advancements in inertial ordering,
it is worth to briefly mention the inertial particle focusing
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Fig. 7 a) Streamlines around an isolated particle in the flow-gradient plane computed by numerical simulations. The solid and dotted circles
suggest the equilibrium positions of adjacent particles. The channel has a rectangular cross-section 4 x 2.5 particle diameters and the particle
Reynolds number is 1.25. Reprinted from Humphry et al.,* Axial and lateral particle ordering in finite Reynolds number channel flows, Physics of
Fluids, 22, 081703, 2010, with the permission of AIP publishing. b) Schematic representation of the cross-streamline and same-streamline pair
configurations, and staggered and linear trains. c¢) Visualization of particle microstructure in a square-shaped microchannel with four equilibrium
positions (top panel), a rectangular microchannel with two equilibrium positions (middle panel), in a rectangular microchannel with a coflow of a
particle-free fluid that confines the particles on one side of the channel resulting in a single equilibrium position (bottom panel). Reprinted with
permission from Lee et al.,®? Dynamic self-assembly and control of microfluidic particle crystals, Proceeding of the National Academy of Science,
2010, 07(52), 22413. d) Microscale flow structures around in-line (left) and staggered (right) particle trains obtained from micro-particle image
velocimetry experiments at Re = 21 and Re = 105 on the middle plane of a rectangular microchannel. The streamlines of fluid flow relative to the
particles are plotted with background contours indicating the vorticity magnitude. Reprinted from Pan et al.,®% Direct measurement of microscale
flow structures induced by inertial focusing of single particle and particle trains in a confined microchannel, Physics of Fluids, 30, 102005, 2018,
with the permission of AIP publishing. e) Evolution of staggered (left), staggered with defect (middle), and linear particle trains in time obtained by
numerical simulations. Reprinted from Schaaf et al.,®* Particle pairs and trains in inertial microfluidics, The European Physical Journal E, 43, 2020.
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phenomenon. Particles suspended in a Newtonian fluid and
flowing in a straight microchannel under inertial flow
conditions experience a combination of forces which result in
a net lift force Fy, quantified as Fy, = fi pu’d,*/Dy’, where f; is a
net lift force coefficient, u is the average flow velocity, dj, is the
particle diameter and Dy is the hydraulic diameter. A full
description of the inertial focusing process, which depends
among several parameters, falls outside the scope of this
review. In general, particles will migrate towards a variety of
equilibrium positions depending upon the Reynolds number
and the geometry of the microchannel. We refer the interested
reader to the recent review by Tang et al.®

4.1.1 Particle pair. An isolated particle placed at some
arbitrary position on the cross-section of a microfluidic
channel at a Reynolds number larger than unity migrates
towards an equilibrium position displaced from the
midplane.®’ The streamlines around the particle are
characterized by two inward spiraling regions on the other
side of the channel (denoted by A and B in Fig. 7a),
suggesting that a second neighboring particle would move to
the centers of the spirals. Such a particle, in turn, disturbs
the flow field generating a spiral in the opposite half channel
(denoted by D in Fig. 7a) where another particle would
migrate, forming a train of ‘staggered’ particles (Fig. 7b).
Numerical simulations of a particle pair located near the
inertial focusing equilibrium positions and separated by a
certain distance showed that the axial separation distance
reached an equilibrium value after a transient dynamics
characterized by damped oscillations.®" This behavior was
further supported by an asymptotic theory developed to
describe pairwise interactions,*® showing a similarity between
the pair dynamics and a damped spring. The damping effect
was related to inertial forces, whereas the spring force was
due to the interplay of viscous forces arising from particle-
particle and particle-wall interactions.

The stability of staggered particle pairs was also confirmed
by detailed numerical simulations.****® The particles
attracted each other over large distances without significant
changes of the cross-stream position. Specifically, depending
on the initial lateral positions and axial distance, four different
kinds of trajectories were possible.®® If the leading particle was
closer to the channel midline than the trailing one, it travelled
faster and the two particles separated, migrating independently
towards the inertial equilibrium position up to reach a distance
so that they did not interact anymore. A second scenario
occurred when the distance between the trailing particle and
the channel midplane was much lower than that between the
leading particle and the midplane. In this case, the trailing
sphere travelled faster and overtook the leading one. Due to
the strong hydrodynamic interactions, the particles were
displaced along the cross-stream direction and the trailing
sphere passed the leading one, and then separated. A third
kind of dynamics was observed when the trailing sphere was
again closer to the channel midplane than the leading one but
the two distances were more similar. In this case, the faster
trailing particle approached the leading one without passing.
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The strong hydrodynamic interactions determined a swapping
of the lateral position, making the leading particle faster and
the pair separated. Obviously these three scenarios do not lead
to a stable configuration. In a range of initial positions where
the distances between the two particles and the midplane was
similar, the particles followed damped oscillatory trajectories
up to reach an equilibrium position. The axial distance was
about four times the particle radius, and it was independent of
the initial particle positions and the Reynolds number.

The stability of a linear particle pair, ie., the two particles
are aligned along the same streamline of the flow field (Fig. 7b),
is less clear. Numerical simulations showed that two aligned
particles form a stable configuration with a preferential distance
of 5 and 2.5 times the particle diameter at low and high particle
Reynolds number, respectively.”’ The stability of a same-
streamline pair was also confirmed by the theoretical analysis
of Hood and Roper®® and explained in terms of minimization of
the fluid kinetic energy. In contrast, more recent numerical
works did not find any stable fixed point in a linear particle
pair.®»*”% The two particles moved away one to each other up
to reach a distance such that the hydrodynamic interactions
vanished. This behavior was also observed in experiments where
the interparticle spacing increased as the pair travelled along
the channel.*” Detailed experiments have been recently
performed in an oscillatory flow field aimed at increasing the
distance travelled by the particles using a relatively small
microchannel length.”® Both staggered and linear pairs were
considered. In the former case, pair formation quickly occurred
when the interparticle spacing reached a critical value, and the
equilibrium configuration was very robust against external
perturbations.  Furthermore, a variation of the line
concentration (defined as the particle diameter times the
number of particles in the field of view and divided by the
length of the field of view) did not affect the equilibrium
distance. In contrast, the linear pair formed gradually and the
interparticle distance fluctuated as the two particles travelled
along the channel. In this same-streamline arrangement, the
shape and the mean value of the interparticle spacing
distribution strongly depend on the line concentration: lower
concentrations spread out the distribution and move the peak
towards larger distances.

4.1.2 Particle trains. The formation of trains induced by
inertia was observed for the first time by Segré and
Silberberg®® and analyzed in a more systematic way by Matas
et al®® in a macroscopic channel. Strings of aligned and
equally-spaced particles located at the Segré-Silberberg radial
equilibrium position started to form at a Reynolds number of
100 with just few particles. The number of particles in the
train increased with increasing Re, achieved a maximum,
and then decreased. Longer trains were observed in more
confined flows, motivating the successive studies in
microfluidic  devices. In microfluidic channels with
rectangular cross-section, inertia drives the particles to focus
on two equilibrium positions along the symmetry plane
identified by the short side of the cross-section.”® In these
channels, a sequence of particles arranged in staggered and
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linear configuration was observed (see middle and bottom
panels of Fig. 7¢).5%°*°" The spacing between staggered
particles was about one-half as compared to a linear
arrangement. Train formation was a slow phenomenon®® and
occurred through a series of self-assembly phenomena of
pairs of particles.®” Once two or more particles arranged in
an organized structure, other particles joined remodulating
the distances between the particles of the train.*>°> During
the self-assembly, oscillations of the interparticle distances
were observed similarly to the particle pair, denoting an
analogy between the hydrodynamic interactions between
particles of the pair and the train.** The mechanism leading
to train formation was explained through the interplay
between inertial and viscous effects: inertia drives the
particles to the equilibrium position and repulsive viscous
effects stabilize the train setting the interparticle spacing. In
a square-shaped microchannel, the equilibrium positions
induced by inertia are four and are located in the middle of
the cross-section sides.”® Trains of particles are then formed
along these streamlines (top panel of Fig. 7¢).”> Experimental
observations suggested that trains formed only once the
particles reached the equilibrium positions. The analysis of
trains made of a limited number of particles showed
interesting features. In agreement with Matas et al,”® the
percentage of particles forming the train increased with the
particle Reynolds number up to a maximum and then
decreased. A similar trend was found for the focusing
efficiency, i.e., the percentage of particles focused at the
equilibrium positions. Hence, the reduction of the
percentage of particles forming a train at high particle
Reynolds numbers could be justified considering that a lower
number of particles were located at the equilibrium positions
reducing, in turn, the probability for these particles to join
the trains. A similar behavior was also found for bidisperse
particle trains where the percentage of particles in a train
was enhanced as compared to the monodisperse case due to
the higher stability of pairs made of a small and a large
particle.”® The distance between consecutive particles
decreased as the particle Reynolds number increased
regardless of the particle concentration. A relatively good
agreement between various experimental and numerical
results®>%2929%9 wag found when the normalized particle
surface-to-surface spacing was plotted as a function of the
particle Reynolds number, suggesting that the distance
between the particle surfaces is the relevant parameter that
affects the interparticle spacing. However, for more confined
flows, the trend of the interparticle distance as a function of
the Reynolds number reverted,®® highlighting that the
confinement ratio is a relevant parameter to determine the
particle microstructure. A visualization of the flow field (left
panel Fig. 7d) suggested that the vortex between two
consecutive particles enlarged at higher Reynolds numbers
pushing the particles at a larger distance.®® In contrast, for a
staggered configuration (right panel Fig. 7d), by increasing
the Reynolds number one of the two vortices visible at low Re
was suppressed and the particles came closer.
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Regarding the stability of the trains, both experimental
and numerical results confirmed that a staggered
configuration is stable®***%”°7 in line with the pair particle
dynamics. Numerical simulations on a regular staggered
configuration (left panel of Fig. 7e) and on a train with all
the particles in a staggered arrangement except two middle
particles that are placed on the same streamline (middle
panel of Fig. 7e) clarified the train formation dynamics.** In
the case of a regular staggered structure with initial distances
higher than the equilibrium one, the train contracts starting
from the front and back in a non-uniform way, leading to a
‘cascade’ of pair formation. The overall velocity of a cluster
of staggered particles is lower than that of isolated particles
or pairs due to a reduction of the viscous drag, allowing the
joining of isolated particles to the train. Regarding the case
of a staggered configuration with two middle particles on the
same line, the two particles increase their distance and the
two parts of the train contract. Once the two small trains
achieve the equilibrium configuration, the following
dynamics depends on how many particles form the two
trains. If the trailing train is made of less particles than the
leading one, the latter is slower due to the enhanced viscous
drag reduction and the trailing one joins. The equilibrium
distance between the two in-line particles is about twice the
axial distance between the staggered particles in agreement
with experimental observations.”*°* An opposite scenario
occurs if the trailing train has more particles than the
leading one. In this case the trailing train moves faster and
the two trains separate.

As for the particle pair, the available results assessing the
stability of linear trains are controversial. Simulations
reported that only linear trains formed by a limited number
of particles were stable, where this number was between 2
and 4 depending on the particle Reynolds number and the
confinement ratio.”® Numerical simulations with several
aligned particles confirmed (right panel of Fig. 7e) that the
interparticle spacing progressively increased without reaching
a stable configuration.®**®” On the other hand, stable linear
trains were observed in experiments.®*>°* It has to be pointed
out, however, that the train dynamics computed by numerical
simulations® showed an initial fast variation of the
interparticle distances up to a value of about twice the
distance between consecutive particles in a staggered
configuration in line with experimental observations.®® In the
second stage, the particles continued to drift apart from each
other at a much lower rate, making the separation dynamics
hardly detectable through experimental observations.
Interestingly, the distribution of the particle spacing in
random linear trains well reproduced the experimental one,*
confirming the robustness of the numerical predictions.

4.2 Viscoelastic ordering

Before presenting the recent advancements in viscoelastic
ordering, we briefly describe the viscoelastic particle focusing
phenomenon. When the viscoelastic suspending liquid
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presents a near constant-viscosity, particles migrate
transversally to the flow direction towards the centreline of a
circular or square-shaped channel with a migration velocity
given by’®'** Vyy ~ d,’Vy/n, where 7 is the fluid viscosity, d,,
is the particle diameter and Vy is the shear rate gradient
along the channel cross-section. When particles are
suspended in a near constant-viscosity liquid, the direction
of the particle migration does not depend upon the particle
diameter, meaning that the particles will always migrate
towards the centreline of a circular or square-shaped straight
microchannel.”>”®'%%  When the viscoelastic suspending
liquid presents shear-thinning features (i.e., the viscosity
decreases with increasing the shear rate ), it was found'***%°
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towards both the centreline and the four corners of the
channel when g < 0.2 (for a cylindrical geometry, the four
corners are replaced by the circular walls). In the case of
shear-thinning suspending liquids, there are no explicit
expression relating the migration velocity to the properties of
the suspending liquids. The interested reader can find more
details regarding viscoelastic focusing in the recent review by
Zhou and Papautsky.”®

4.2.1 Particle pair and triplet. The simplest case of two
spherical particles suspended in a viscoelastic fluid and aligned
at the centerline of a cylindrical microchannel was studied by
direct numerical simulations.’>'*® Two particles in a Newtonian
suspending fluid under inertialess conditions preserve their

initial distance while traveling along the channel.® In contrast,
fluid viscoelasticity leads to a variation of the interparticle

that particles migrate towards the centreline of a square-
shaped microchannel only if f = 0.2, while migrating
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number is De = 1, the confinement ratio is # = 0.4, and the Giesekus mobility parameter is a = 0.2. The pairs in the top and middle panels have an
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Nanofluidics: Numerical simulations on the dynamics of a particle pair in a viscoelastic fluid in a microchannel: effect of rheology, particle shape,
and confinement, D'Avino et al.,°® Copyright 2019. b) and c) Visualization of particle microstructure and interparticle distance distributions for a
suspension of polystyrene particles in a shear-thinning solution of 1% wt hyaluronic acid in PBS at De = 31 and different volume fractions (b) and
at ¢ = 0.6% and different Deborah numbers (c). Reproduced from Del Giudice et al.,*°° Copyright 2018, American Physical Society. d) (Left) Sketch
of the repulsive force between two particles in a viscoelastic fluid for a sufficiently high Deborah number. (Right) Schematic representation of the
stability analysis of a particle train: a train of equally spaced particles at a distance s; > s, is considered (first panel). A particle of the train is
displaced by a small amount ¢ and experiences two different repulsive forces from the trailing and the leading sphere. Since s; is in the branch
where the force F has a negative slope, the force between the displaced particle and the leading one is lower than the force between the particle
and the trailing sphere. The net force is, then, toward the trailing sphere (blue arrow) and the interparticle distances are restored to the original
value s; (second panel). The same scenario is considered with an equilibrium distance s, < s, (third panel). After displacing the particle, the force
between the displaced sphere and the leading one is higher than the force between the particle and the trailing sphere. Thus, the displaced sphere
moves toward the leading one and a pair is formed (fourth panel). Reprinted with permission from Del Giudice et al 100 Physical Review Applied,
10, 064058, 2018 Copyright (2018) by the American Physical Society. e) Schematic illustration of the microfluidic channel based on an array of
swirl mixing channels. Snapshots of the particle arrangements in the array of inverted triangular microchannels, in an array of swirl mixing
channels, and in the final straight microchannel (at different particle concentrations) are shown. Reprinted from ref. 101 with permission from the
Royal Society of Chemistry.
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distance depending on the Deborah number and the initial
distance. For a Deborah number lower than a threshold De,,,
two scenarios are possible depending on the initial interparticle
distance. For a pair of particles closer than a critical distance
Sery the leading sphere travels at a velocity lower than the trailing
one and the interparticle distance progressively reduces until
forming a doublet. On the contrary, for an initial distance
higher than s, the leading sphere travels faster than the
trailing one and the two particles move away until reaching a
sufficiently large distance such that hydrodynamic interactions
become negligible. The critical distance s., can be then regarded
as an unstable equilibrium point. As the Deborah number
increases, the critical distance progressively reduces and the
region leading to doublet formation becomes narrower. For a
Deborah number higher than the threshold De,, the
interparticle distance increases regardless of the initial distance.
Fluid shear-thinning and high confinement ratio values move
the critical Deborah number De,, to lower values, thus reducing
the formation of doublets. The existence of an unstable
equilibrium point at relatively small Deborah numbers has been
related to the axial viscoelastic normal stress distribution
around the two particles.”® In the top and middle panels of
Fig. 8a the perturbation of the axial component of the
viscoelastic stress due to the presence of the particles is shown
for two particles at a distance lower and higher than s.. In the
bottom panel of Fig. 8a the same quantity is reported for a
single sphere. While the stress distribution around the external
regions of each particle is unaffected by the presence of the
other particle (compare with the single particle case), the local
stress in the gap of the pair is strongly influenced by the
distance. As the two particles are sufficiently close (top panel of
Fig. 8a), the fluid in the gap moves at approximately the same
velocity of the pair resulting in a small velocity gradient that, in
turn, produces low viscoelastic stresses. Hence, the external
normal forces prevail and push the particles close to each other.
At a larger distance (middle panel of Fig. 8a), high stress regions
appear in the fluid within the gap that counteract the external
forces. The effect of the axial viscoelastic stress component on
the pair dynamics was further confirmed by analyzing the case
of two spheroidal particles.”” For high aspect ratios, the two
spheroids repel regardless of the Deborah number and the
initial distance. The distribution of the viscoelastic stress in the
gap shows the existence of high stress regions due to the large
curvature near the tip of the spheroids even at very small
interparticle distances.

The case of three aligned particles showed a richer
behavior'®® as the dynamics depends on two relative
distances. For a Newtonian inertialess fluid, the long-time
configuration consists in a pair made of the trailing and
middle sphere whereas the leading one moves far away until
becoming isolated.®'°® The distance of the particles forming
the pair achieves a constant value depending on the two
initial relative distances. In a viscoelastic fluid, the triplet
dynamics is more complex and, as for the pair, the Deborah
number is the most relevant parameter in order to identify
possible scenarios. For values lower than a threshold De,,
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the triplet dynamics is determined by the two relative
distances. For an initial configuration such that at least one
of these two distances is below a critical value, the leading
and middle sphere reduce their distance, whereas the leading
one moves away. The long-time configuration is then made
of a doublet (trailing and middle particles) and an isolated
sphere (leading particle). In contrast, for initial distances
higher than a critical value, both relative distances increase
in time leading to the formation of three isolated particles.
The latter is the only possible scenario for a Deborah number
higher than De,,.

The theoretical analysis of the dynamics of pairs and
triplets of particles aligned at the centerline of a
microchannel and immersed in a viscoelastic liquid showed
the existence of an unstable critical distance. Consequently,
two particles can reduce their distance while traveling along
the channel forming a doublet or move far away until
becoming isolated. The latter scenario is favored at high
Deborah numbers and for strongly shear-thinning fluids. In a
system made of several aligned particles at a sufficiently high
volume fraction, each particle is surrounded by a trailing and
leading particle. Let us assume that two particles of the train
are at a distance higher than the critical one so that they
move away. At some point both particles will ‘feel’ the
presence of the surrounding particles, preventing the
formation of isolated particles. As one particle starts to
hydrodynamically interact with the next (or the previous)
one, viscoelasticity immediately prevents them to approach
as the distance between the new pair is of course higher than
the critical one. A balance of these ‘repulsive forces’ suggests
the possibility to generate a microstructure made of equally-
spaced particles.

4.2.2 Particle trains. The first experimental evidence of
self-assembly of particle trains driven by viscoelasticity was
reported for a suspension of polystyrene particles at a volume
fraction from 0.3 wt% to 1 wt% in a shear-thinning solution
of 1 wt% hyaluronic acid in PBS.'® At the lowest volume
fraction, a clear ordering was not observed as the
interparticle distances were too large, resulting in weak
hydrodynamic interactions (Fig. 8b). On the contrary, at the
highest volume fraction, the particles were very close one to
each other and several doublets were visible. The optimal
situation was found for the intermediate volume fraction
where a preferential distance could be observed at high
values of the Deborah number. Interestingly, this equilibrium
distance was independent of the Deborah number (Fig. 8c).
No ordering was instead found for a 0.1% wt hyaluronic acid
in PBS characterized by a constant viscosity.'* Similar results
were obtained very recently by Jeyasountharan et al.,'®” who
employed an aqueous 0.1 wt% xanthan gum solution as
suspending liquid, and demonstrated viscoelastic ordering of
particles on the centreline of a serpentine microchannel.

Numerical simulations have been also carried out to
understand the train dynamics.'°*'%® To follow the motion of a
large number of particles, the simulations assumed that each
particle of the train hydrodynamically interacted with the
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previous and the next one, ignoring the presence of the other
particles. Hence, the train could be decomposed in several
systems made of three particles for which the relative velocities
needed to update the relative distances were computed through
direct simulations.'” The simulation results
confirmed the experimental evidences, reporting no relevant
ordering at low volume fractions, a preferential distance at
higher volume fractions, and a more and more frequents of
doublets as the volume fraction is further increased. An
interesting outcome of the simulations was the formation of
doublets even at a Deborah number higher than the critical
value De. where two or three spheres repelled regardless of
their relative distances. A qualitative argument based on a
stability analysis was proposed to justify this behavior.'*® With
reference to Fig. 8d, a train of equally-spaced particles at some
distance s; is considered. In the left panel of Fig. 8d, a
schematic of the interparticle force between a pair as a function
of the relative distance is sketched for De > De,, based on direct
simulation results.'® The force is positive for any distance
denoting that the two particles separate. Let us also assume that
the equilibrium distance of the train is larger than the critical
distance corresponding to the maximum in Fig. 8d. If one
particle of the train was displaced approaching the leading one,
the relative distance between these two particles reduce,
corresponding to an increase of the repulsive force. Similarly, as
the displaced particle moves far away from the trailing one, the
distance increases corresponding in a lower force. As a result,
the net force acting on the displaced particle is opposite to the
direction of the displacement and the original train is restored.
On the contrary, for a train characterized by an equilibrium
distance lower than the maximum, a displaced particle feels a
force directed towards the direction of the displacement,
forming a doublet (bottom panel of Fig. 8d).

Experiments and simulations also highlighted the
importance of the initial distribution of the interparticle
distances. Indeed, once aligned at the centerline, particles
that ended up very close one to each other were hardly
separated while traveling through the channel,'°*'°"%8
obviously reducing the ordering efficiency. The microfluidic
device must be properly designed in order to prevent the
injection of agglomerates of particles from the reservoir or to
separate the aligned particles before ordering takes place.
The latter was accomplished by designing a channel with an
array of swirl mixing channels’® shown in Fig. 8e. The
overall device was made of a sequence of inverted triangular
microchannels and straight microchannels aimed at
separating the particles. The suspension then passed through
the array of swirl mixing channels, leading to a spatial
uniform distribution of the flowing particles. Finally, the
suspension reached a straight channel where first focusing
and then ordering took place. A lateral channel where the
suspending fluid was injected was placed between the two
sets of geometrical elements in order to adjust the volume
fraction. The results showed the formation of highly equally-
spaced structures for particle volume concentration from
0.5% to 1.15% (bottom panel of Fig. 8e).

numerical
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The aforementioned studies clearly showed the capability
of viscoelastic fluids to self-assemble particles in equally-
spaced aligned structures. A relevant aspect of using elastic
effects was that focusing and then ordering took place in the
same microchannel. At variance with inertial ordering, the
formation of a train was along the channel centerline with
several advantages for a variety of microfluidic applications.
For instance, at the channel centerline the shear stresses
experienced by the particles are minimal, allowing the
processing of soft cells. Also, the rotation rate of the aligned
particles/cells is small (in theory nil for a perfect alignment)
avoiding blurred images in cytometry applications that
employ line-scan based interrogation.

Several aspects, however, need to be further investigated.
The formation of doublets or, more in general, of strings of
particles in contact, is a critical issue. The presence of strings is
due to the direction of the viscoelastic normal forces acting
between two aligned particles. Crucial is the initial distribution
of the particle distances and, in particular, the presence of close
particles after the focusing mechanism. Even when the elastic
forces between adjacent particles tend to separate them
regardless the relative distance, string formation is still
observed. A properly design of the feeding process aimed at
avoiding the formation of agglomerates of particles is required.
An important parameter affecting the probability of string
formation is the particle volume concentration. A relatively large
value promotes particle pairing with a detrimental effect on the
ordering efficiency. On the other side, a low value of particle
volume concentration may result in large average interparticle
distances and weak hydrodynamic interactions so that the train
microstructure does not change. Hence, viscoelastic ordering
properly works in a window of solid volume concentration. In
fact, rather than the nominal particle volume concentration, a
more relevant quantity to be considered to assess the quality of
the ordering is the local volume concentration, ie., the
concentration of particles along the train. Such a quantity may
strongly vary during an experiment due to disturbances of the
applied flow rate or pressure drop, or to the presence of an
agglomerate of particles in the reservoir. These disturbances
may lead to zones of the train with or without several particles,
reducing in both cases the ordering efficiency.

The re-arrangement of the microstructure hopefully
leading to an equally-spaced train is due to a difference of
the translational velocity of the flowing particles, resulting in
a continuous variation of their mutual distances. The relative
velocity between consecutive particles is 3-4 orders of
magnitude lower than their translational velocity. Hence,
microchannels with a length much larger than the
characteristic size of the cross-section are required to obtain
an appreciable modification of the interparticle distance
distribution. For instance, in a straight microchannel with
length one thousand times higher than the side of the cross-
section the distance distribution is still evolving as the train
reaches the end of the channel.’°”'®® Curved or spiraling
microchannels could help in extending the total length while
keeping the overall chip surface small. In this case, the effect
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of a curvature of the streamlines of the flow field on the
ordering dynamics should be investigated. Another
possibility could be the periodical inversion of the flow field
in a straight channel to mimic an infinite length as adopted
for inertial ordering® or for enhancing the viscoelastic
focusing.'® An inversion of the flow, however, leads to a
transient redistribution of the viscoelastic stresses between
the particles, likely affecting the ordering mechanism.

The physical mechanism behind the dynamics of the pair is
quite well-understood and the effect of the relevant parameters
(rheology, flow rate, confinement ratio) has been thoroughly
investigated. A similar in-depth theoretical analysis for the
triplet dynamics is not available and only a couple of Deborah
numbers have been analyzed. Since the train dynamics is
determined by the interaction of each particle with at least the
trailing and leading one, a more detailed study on the three-
particle system is required. Similarly, the experimental and
numerical studies on the train dynamics are limited to a couple
of suspending fluids and to a fixed value of the confinement
ratio. Regarding the fluid rheology, experiments have evidenced
that ordering is possible in a shear-thinning fluid, while a
sequence of particle strings are observed in an elastic fluid
characterized by a constant viscosity. Although this is partially
confirmed by the theoretical analysis on the pair dynamics, a
clear explanation is missing. Similarly, the effect of the
confinement ratio on the train dynamics is not yet explored. A
useful information comes from the pair dynamics where
lowering the confinement ratio results in a significant
reduction of the relative velocity. This is expected as the
hydrodynamic interactions between smaller particles are
weaker. Furthermore, a lower confinement ratio also leads to
an extension of the attractive region between the particles of
the pair at higher Deborah numbers. On the basis of these
results, a suspension of smaller particles would require much
longer channels to re-arrange the microstructure and the
formation of strings is favored.

Finally, it has to be mentioned that the available results
have investigated the possibility to achieve ordering by
exploiting purely viscoelastic effects. The flow and fluid
conditions, indeed, are such that the Reynolds number is
much less than unity, ruling out inertial effects. Motivated by
the successful combination of inertia and viscoelasticity to
enhance particle focusing,”®”® the ‘inertio-elastic ordering’
might have interesting potentialities. For instance, inertial
effects, that generally produce opposite results with respect
to elastic ones, could reduce (or even revert) the direction of
the repulsive interparticle forces and promote the formation
of more stable trains. This possibility definitely merits
further investigation.

5 Microfluidic crystals and
compartmentalisation

Formation of droplet and particle crystals can be seen as the
‘prelude’ to a vast range of applications featuring both types of
crystals. On the one hand, microfluidic crystals can be used to
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enhance the compartmentalisation efficiency of particles and
cells in order to defeat the Poisson statistic problem, which is a
very important aspect when  targeting  single-cell
analysis.”>"***** On the other hand, compartmentalisation of
either rigid particles or liquid droplets in another larger droplet
where they can self-assemble in ordered crystals (similarly to the
work by Postek et al*®) is appealing for the fabrication of
colloidal crystals'**''*> and photonic materials."*® In this section,
we review some of the most recent advances in microfluidic
crystals and compartmentalisation, citing also some pioneering
works in the field. A broader overview of the applications related
to microfluidic compartmentalisation (not only crystals) can be
found in the following recent reviews: encapsulation,""” single-
cell analysis,"*® multiple emulsions,"**"*° self-assembly,*" and
production of biomaterials."**

5.1 Deterministic encapsulation

Deterministic encapsulation (or compartmentalisation) is a
procedure where a constant pre-defined number of objects
(particles or cells) are encapsulated in each single droplet
without empty droplets nor a different number of objects per
droplet. The deterministic encapsulation can take place when
the frequency of droplet formation is proportional to the
frequency of the objects reaching the encapsulation area. For
instance, to encapsulate one particle in one droplet, the
frequency of the particle crystal approaching the
encapsulation area should be equal to the droplet crystal
formation frequency. A purely hydrodynamic deterministic
encapsulation can then take place when droplet crystals
‘meet’ particle crystals at the encapsulation area. Edd et al.®?
were among the firsts to introduce this concept and
demonstrated that inertially-formed particle trains flowing on
two equilibrium lines (2D particle crystal) coupled to a flow
focusing droplet geometry for the generation of 1D droplet
crystals led to the controlled encapsulation of particles in
droplets with an efficiency of over 80%. This approach has
been perfected later by Kemna et al.'*® that employed a spiral
microfluidic channel to form 1D particle crystals by reducing
the focusing equilibrium position of the particles from two
(as in Edd et al®®) to one. Other ways to increase the
encapsulation efficiency such as complex geometries,"'* and
multi-droplet merging'"® have been also introduced.
However, these studies mainly focused on the encapsulation
of a single object, whereas in applications such as drop-
sequencing,'* where barcoded beads are encapsulated
together with cells for single-cell analysis, it is important to
encapsulate two objects simultaneously (e.g., one particle and
one cell). Lagus and Edd'"" employed a microfluidic device
where two sets of particles or cells were encapsulated
simultaneously in a single droplet with an efficiency of 65%,
5-folds larger than the one dictated by the Poisson statistic.
We now highlight two recent works that successfully
employed 1D particle and cell train crystals for single-cell
analysis using Drop-seq techniques. Moon et al.'*® used a
spiral microfluidic channel to obtain inertial-driven 1D
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Fig. 9 a) Dean-flow assisted 1D cell and particle inertial crystal formation for Drop-seq analysis. Schematic of the device and experimental
snapshots are also reported. Reprinted with permission from Li et al.*?® Dean flow assisted single cell and bead encapsulation for high
performance single cell expression profiling, ACS Sensors, 4, 1299, Copyright 2019, American Chemical Society. b) Microfluidic device employed to
deterministically dissolve polyacrylamide barcoded beads in droplets containing cells. Reprinted from Wang et al.,*** Dissolvable polyacrylamide
beads for high-throughput droplet DNA barcoding, Advanced Science, 7(8), 1903463, 2020. c) ‘On the fly’ fabrication of porous microparticles
using double emulsions. Droplets self-assemble in crystals within another larger droplet and are photopolymerised. d) Experimental snapshots of
double emulsions in different flow conditions (left) and self-assembled structures (right). Panels c) and d) are reprinted with permission from Sajjadi
et al,™> ‘On-the-fly’ fabrication of highly-ordered interconnected cylindrical and spherical porous microparticles via dual polymerization zone

microfluidics, Langmuir, 35, 12731, Copyright 2019, American Chemical Society.

particle crystals; the spiral channel was coupled to a flow-
focusing geometry where flowing cells were then
encapsulated together with the barcoded particles with an
efficiency of roughly 98%. In this way, the authors performed
single-cell RNA extraction from HEK293 and IH3T3 mouse
cell lines. Despite a substantial efficiency improvement, a
step further was introduced by Li et al.'>* that employed two
independent spiral channels to self-order both particles and
cells prior to the encapsulation area (Fig. 9a). By
synchronising the frequency of particle and cell arrival with
that of droplet formation, they obtained up to 300% increase
in cell-utilisation rate compared to conventional Drop-seq
techniques. To the best of our knowledge, the two works
above are the only ones that employed inertial ordering
finalised to Drop-seq analysis. Follow-up works will need to

This journal is © The Royal Society of Chemistry 2021

achieve truly deterministic encapsulation, meaning an
efficiency of 100%, which would lead to the identification of
rare cells such as circulating tumour cells. Moreover, the
formation of particle crystals in viscoelastic solutions is an
entirely new field that is awaiting further developments. We
are currently not aware of any work featuring the
encapsulation of particles or cells in polymer solutions: we
ascribe this to the fact that droplets made of polymer
solutions are difficult to form because of the elastic stresses
that delay the droplet formation at the microfluidic
junction." An interesting variation to the encapsulation
strategies presented above has been introduced by Clark and
Abate'*® where droplet formation was ‘triggered’ by the
beads and the cells during their flow. The authors
successfully achieved bead-cell encapsulation at a rate of 20

Lab Chip, 2021, 21, 2069-2094 | 2089


http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d1lc00144b

Thisarticleislicensed under a Creative Commons Attribution 3.0 Unported Licence.

Open Access Article. Published on 14 Mee 2021. Downloaded on 24.02.26 10:11:55.

(cc)

Critical review

kHz. We expect that this method can be optimised to account
for different cell lines as well as different cell types. It also
offers a promising route to achieve Drop-seq technologies in
a centrifugal microfluidic device, as the continuous phase
could be pre-loaded, while the dispersed phase containing
the particles could then trigger the encapsulation. This is
particularly challenging because, to our knowledge, there are
featuring train formation in centrifugal
microfluidic devices: addressing this issue can open new
opportunities for centrifugal microfluidics.

Another technique to encapsulate cells together with
particles was introduced by Abate et al.'*® Instead of using
rigid particles that can clog the channel at large
concentrations, the authors employed deformable microgels
that were self-assembled to form a 2D droplet crystal in a
near-tapered geometry (similarly to Gai et al>'). The 2D
crystal was then forced to flow in a channel with size equal to
that of a single microgel while two lateral channels pumping
water contributed to equally-space the microgels in a 1D
microgel crystal. Finally, the microgels in the 1D crystal were
encapsulated wusing downstream flow-focusing droplet
formation, with 98% efficiency. This approach, however,
could not be used for Drop-seq applications as there was the
need of introducing easy to fabricate deformable barcoded
particles (in contrast with the most common rigid ones). Very
recently, this problem has been addressed by Wang et al.'**
that reported continuous microfluidic fabrication of
dissolvable barcoded polyacrylamide beads. They employed a
device where the dissolvable beads were arranged in a 2D
crystal using a nearly tapered device (Fig. 9b). The authors
employed the beads for single cell RNA protein analysis.
Considering that the production of soft barcoded beads has
been presented only recently and that cells were not ordered
in the work by Wang et al,"> we soon expect new works
featuring the deterministic Drop-seq of cells using
dissolvable barcoded beads.

no works

5.2 Crystal formation in droplets

The possibility of forming crystal-like structures within
droplets in microfluidic devices has been introduced by Yi
et al."*® The authors first encapsulated microspheres using
the same device of Thorsen et al;'' while moving
downstream, the water layer of the droplet surrounding the
microspheres was slowly absorbed by the oil (continuous
phase) causing droplet shrinkage and self-assembly of the
particles in the droplet. Similar approaches have been also
explored for the formation of colloidosomes,'"
celloidosomes,™®* photonic materials and three-tier
hierarchical assemblies."*®> However, with the exception of
the work by Yi et al,"*° these approaches required a step
external to the microfluidic device in order to facilitate the
droplet evaporation with consequent self-assembly of the
compartmentalised particles. Controlled self-assembly of
several structures containing chemically functionalised
particles has instead been introduced by Xu et al.'** In their
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work, the authors were able to fabricate droplet crystals
having different structures based on the combination of
chemical particle properties and self-assembly internal to the
droplets. The final configuration of the crystal was expected
to depend upon the chemical composition of the particles,
thus requiring future works in order to clarify how chemical
properties of the particles affect the crystal formation.

A more controlled approach for the fabrication of
compartmentalised crystal structures is based on doublet
emulsions, i.e., a multiple-phase dispersion in which droplets
enclosing fined droplets are suspended in a continuous
liquid phase***** (the interested reader is referred to the
recent review by Sattari et al.''®). An interesting development
has been presented by Sajjadi et al''® who introduced a
microfluidic device for the formation of double emulsions
based on the co-flow droplet generation geometry. With
reference to Fig. 9c, the double emulsions were formed first;
then, the shape of their external droplet changed according
to the diameter of the two series of capillaries. Two
photopolymerisation zones were added to then polymerise
the assembled structures. The advantage of this approach
over others was the fact that the large droplet relaxed in a
more spherical configuration when the double emulsion
reached the last microchannel: consequently, the internal
droplets self-assembled within the larger droplet in crystals
that were thermodynamically favoured, thus making the
whole process pseudo-deterministic, with very well defined
crystal-like structures (left snapshots in Fig. 9d). After
polymerisation, the external layer of the large droplet
ruptured, resulting in the formation of hollow particles. We
expect this approach to be useful also for the fabrication of
plasmonic materials as previously suggested by Morozov and
Leshansky.”® A similar technique can be coupled to that by
Shen et al.® to obtain a rich portfolio of colloidal structures
having different properties. Recent advances in the
understanding of the fluid dynamics of the fluid inside the
double emulsions™*®'*” is also expected to simplify the
fabrication of colloidal structures.

6 Conclusions and perspectives

The advent of microfluidics contributed to introduce a vast
range of tools to control the position of objects down to the
sub-micrometer scale, thus enabling the generation of
crystal-like structures in confined flows. A significant amount
of literature has been published on microfluidic crystals.
Some of these works highlight the physical mechanisms
behind the self-assembly of droplets/particles mediated by
hydrodynamic  interactions, the stability of the
microstructure, and the effect of the relevant parameters.
Other works focus on the engineerization of the crystal-like
structures introducing new droplet-based technologies for
single-cell analysis or colloidal synthesis, devices for
deterministic encapsulation, etc. The physical mechanism
governing the collective motion of droplets is of different
nature as compared to that involved in self-assembly of
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particles induced by inertia or viscoelasticity. In the former
case, the inter-droplets forces are generated by the
disturbance of the flow field induced by the droplet motion
coupled with confinement effects, resulting in a dipole-
dipole interaction. Inertial ordering of particles is, instead,
driven by inertial forces that push the particles to
equilibrium positions and repulsive viscous forces that
stabilize the microstructure setting the inter-particle spacing.
Elastic forces, originated by the orientation and stretching of
polymer chains under flow, rule viscoelastic ordering. These
forces lead to the alignment of particles along the channel
centreline and modulate the inter-particle spacing. The
different underlying self-assembly mechanisms reflect on
different stability properties of the formed crystals as well as
on the dimensionality of the resulting structures. Droplets
can arrange in 1D, 2D, and 3D structures depending on the
microchannel geometry. 1D equally-spaced structures can be
easily generated with a well-controlled spacing. However,
their stability requires strong confinements in two directions.
In unconfined geometries, transversal local fluctuations of
the droplet crystal may grow, leading to crystal instability. In
contrast, 1D structures of particles are more stable as a
transversally displaced particle is restored to its equilibrium
position along the train by an inertial or viscoelastic lateral
force component. Since particles are not formed but are
randomly injected in the microchannel, the control of the
inter-particle spacing is not straightforward. Research is
active in this direction to understand the conditions leading
to equally-spaced structures in inertial and viscoelastic
ordering, required to design efficient particle-in-droplet
encapsulation devices.

Despite the different mechanisms involved in droplet
and particle crystal formation, the underlying physics have
several common features. First, all the governing forces are
of hydrodynamic nature, leading to the formation of the
microstructure without the need of external forces.
Furthermore, the formation and evolution of both droplet
and particle crystals is strongly affected by confinement
effects, making microfluidics the natural framework to work
with. Finally, the phonon-like behaviour in 1D structures
has been observed in droplet crystals, inertial and
viscoelastic ordering. We believe that there is a need to
tackle the phenomenon of microfluidic crystal formation
under a more holistic point of view, where a detailed
understanding of the hydrodynamic interactions among
different objects (i.e., particles, cells, droplets) can lead to a
generalised framework to design a priori microfluidic
devices for targeted applications.

There is room for developing new technologies that are
currently missing. The recent fabrication of barcoded
dissolvable beads'* together with the principles of
deterministic encapsulation'*® may open a new generation of
optimised Drop-seq technologies. The experimental evidence
of particle ordering on the centreline of a straight
microchannel when the suspending liquid is viscoelastic and
shear-thinning is expected to drive new research.

This journal is © The Royal Society of Chemistry 2021
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Continuous generation of viscoelastic droplets will also
close the gap with inertial microfluidics, enabling further
studies on viscoelastic Drop-seq technologies. The capability
of self-order different kinds of particles and encapsulate
them in a multi-droplet system would generate an isolated
environment where complex reactions, mass transfer,
biological activity, controlled drug release, etc. could take
place. Similarly, recent advances in colloidal crystal
fabrication can prompt new directions in material science for
the production of photonic materials, provide new tools for
drug delivery applications, generate complex structures from
simple building blocks, combine objects with different
physical or chemical properties to create a material with
unique characteristics. Very recently, an interest in the self-
assembly of ‘active’ droplets and particles arose,'** % with
potential advancements in the field yet to be explored.

Finally, the advent of machine learning and artificial
intelligence can provide a significant boost to the field (see
the recent review by Isozaki et al''). The complexity of
solving a multi-body problem associated to crystal formation
could be tackled by using machine learning techniques with
predictive outcomes, thus leading to a Al-aided technology
for crystal design. Similarly, deterministic encapsulation
could be triggered by artificial intelligence consequently to
object recognition."**'** The capacity of elaborating large
of data together with intrinsic predictive
functionalities, makes artificial intelligence among the most
suitable candidates to face the challenges associated to the
derivation of a general framework for the production of
microfluidic crystals.
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