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Surface functionalization of nanoparticles with polyethylene glycol (PEG) has been widely demonstrated

as an anti-opsonization strategy to reduce protein corona formation which is one of the major concerns

affecting target receptor recognition. However, excessive surface passivation with PEG can lead to the

strong inhibition of cellular uptake and less efficient binding to target receptors, resulting in reduced

potential of targeted delivery. To improve specific cell targeting while reducing the nonspecific protein

adsorption, a secondary packaging of the nanoparticles with shorter PEG chains, making the targeting

ligands densely stretched out for enhanced molecular recognition is demonstrated. Particularly, we report

the tailored surface functionalization of the porous nanoparticles that require the stealth shielding onto

the open-pore region. This study shows that, in addition to the surface chemistry, the conformation of

the PEG layers controls the cellular interaction of nanoparticles. Since the distance between neighboring

PEG chains determines the structural conformation of the grafted PEG molecules, tailored PEG combi-

nations can efficiently resist the adsorption of serum proteins onto the pores by transitioning the confor-

mation of the PEG chains, thus significantly enhance the targeting efficiency (>5-fold). The stretched

brush PEG conformation with secondary packaging of shorter PEG chains could be a promising anti-

opsonization and active targeting strategy for efficient intracellular delivery of nanoparticles.

Introduction

In targeted drug delivery systems, the surface of nanoparticles
is typically functionalized with antibody, peptide, or nucleic
acid that recognize specific receptors on the plasma mem-
brane of the target cells.1 These targeting ligands enable the
nanoparticles to selectively bind to the specific cells, resulting
in selectively high accumulation in diseased tissues such as
cancers or infected sites. Diagnostic sensitivity and therapeutic
efficacy can be improved with the targeted delivery of nano-
particles while reducing the off-target accumulation in healthy
tissues.2,3 In this regard, the dynamic interfacial phenomena
occurring between the nanoparticles and biological com-
ponents such as serum proteins or cells are important factors

that determine the targeting efficacy.4–7 Particularly, serum
proteins spontaneously interact with the surface of nano-
particles to form a protein corona when the nanoparticles are
exposed to blood. The protein corona affects not only the
pathophysiological properties of the nanoparticles during
blood circulation but also targeting capability by masking the
ligands, resulting in reduced specificity and affinity to the
target cells.8

To suppress the nonspecific protein adsorption onto nano-
particles either in in vitro or in vivo administration, antifouling
polyethylene glycol (PEG) has been grafted on the nanoparticle
surface.9–13 The PEG coating, PEGylation, is one of the most
prominent shielding strategy to avoid rapid opsonization of
the nanoparticles, thus not only prolonging the blood circula-
tion time but also reducing nonspecific accumulation of the
nanoparticles to off-target cells. However, excessive PEGylation
substantially leads to less efficient binding affinity to the
target receptor, resulting in the inhibition of intracellular
uptake.14 Therefore, underlying details of the surface grafting,
such as the amount of PEG or type of PEG on the nanoparticle
surface are essential to effectively reduce the unwanted inter-
actions between serum proteins and nanoparticles. For
instance, it has been known that the molecular weight of PEG
is an important determinant of effective surface shieling to
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evade the interactions with serum proteins. The total amount
of serum proteins adsorbed onto the nanoparticle significantly
decreased as PEG molecular weight increased up to 5 kDa
while negligible improvement was seen with the longer
chains.15

In addition to the molecular weight of PEG chains that is
beneficial to form a sufficiently thick layer shielding the nano-
particle surface sterically, the grafting density or distance
between neighboring PEG chains can further determine the
structural conformation.16–18 Since the conformation of the
attached PEG can critically affect the degree of protein corona
formation, followed by cellular interaction, the regulation of
PEG grafting to improve the specific binding affinity of nano-
particles to the targeted cell is essential. This is a particularly
important issue for porous nanoparticles which are widely
applied for drug delivery systems owing to their large surface
area and pore volume for superior drug loading capacity. The
pores are hardly shielded by PEG grafting, thus directly
exposed to the serum proteins upon administration. Although
the PEG conformation in terms of molecular weight and
density has been extensively investigated to see how it affects
protein corona composition and cellular uptake, most of the
studies have focused on the nanoparticles composed of gold,
silica, lipid and polymers that have a smooth surface.18–21

However, a systematic demonstration of PEG grafting on
porous nanoparticles, which have promising potential as a
drug delivery system due to the large pore volume for biologi-
cal payloads, has not been investigated. In this study, we
report a secondary packaging of the porous surface on nano-
particles by tailoring a densely grafted “brush” conformation
of PEG. We then investigated whether the secondary packaging
of the porous nanoparticles with combinational PEG chains
could suppress the protein corona formation and enhance the
specific targeting efficiency. Porous silicon nanoparticles
(PSiNPs) were chosen because of their superior biocompatibil-
ity, robust surface chemistry, well-defined mesoporous struc-
tures, and intrinsic photoluminescence for spatiotemporal
tracking.22–24 While 5 kDa PEG linkers were covalently
attached to PSiNPs, the secondary packaging with shorter (e.g.,
1 and 2 kDa) PEG chains leads additional coverage of unsatu-
rated surfaces resulting in the transition to the stretched
brush conformation from the mushroom structure. We estab-
lish a clear correlation of PEG conformation and targeting
capability through precise surface passivation. The secondary
packaging is suggested to improve the targeted binding of
nanoparticles by overcoming the inhibitory effect of the
protein corona, resulting in increased intracellular drug deliv-
ery activity.

Results and discussion
Porous silicon nanoparticle preparation

Porous silicon nanoparticles (PSiNPs) were prepared by electro-
chemical etching of highly doped p-type single crystalline
silicon wafers in an aqueous electrolyte containing hydrofluo-

ric acid and ethanol, followed by lift-off, ultrasonic fracture,
and activation of photoluminescence (PL) as reported in the
literature.25,26 The nominal pore diameter of the PSiNPs was
∼15 nm, and the pores were aligned in the perpendicular
orientation (Fig. 1a and b). The narrow size distribution of
PSiNPs with a mean diameter of ∼171 ± 23 nm was consistent
in transmission electron microscopy (TEM) and dynamic light
scattering (DLS) analysis (Fig. 1c), supporting the stable col-
loidal motion of the PSiNPs as a model drug carrier to study
cellular uptake. Along with the mesoporous structure, the
intrinsic PL displaying a relatively broad emission spectrum in
the red to near-infrared region is a beneficial property as a
drug carrier compared to other platforms such as mesoporous
silica nanoparticles (MSN) or lipid nanoparticles (LNP) that
require additional fluorescence labeling for spatiotemporal
tracking in cellular uptake study (Fig. 1d). In particular, the
intrinsic PL is useful to avoid the possible risk caused by the
cleavage of the fluorescent dyes from the nanoparticles,
causing mistracing in cellular trafficking.27

Surface functionalization of PSiNPs

PSiNPs were further functionalized with a neuron-targeting
peptide derived from rabies virus glycoprotein (RVG), which has
been used for targeting neuronal cells in the central nervous
system.28 The RVG peptide-decorated PSiNPs are capable of
specific uptake into nerve cells by neuronal nicotinic acetyl-
choline receptor (AChR)-mediated endocytosis.29–31 To suppress
the nonspecific adsorption of serum proteins upon adminis-

Fig. 1 Characteristics of porous silicon nanoparticles (PSiNPs). (a and b)
Transmission electron microscopy images of PSiNPs. Scale bar: (a)
200 nm, (b) 50 nm. (c) Hydrodynamic size distribution of PSiNPs before
and after RVG peptide conjugation obtained from dynamic light scatter-
ing (DLS) analysis. (d) Photoluminescence (PL) spectrum of PSiNPs in
water. Inset: photograph of aqueous PSiNP solution under UV irradiation
(λex: 365 nm).
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tration, the RVG peptide was conjugated to PSiNPs via a PEG
linker (5 kDa). The PSiNPs were firstly functionalized with
primary amines on the oxide surface through the reaction with
3-(ethoxydimethylsilyl)propylamine, and then amine-reactive
succinimidyl ester chemistry led to the conjugation of NHS–
PEG5k–maleimide linkers. The RVG peptides with N-terminal
cysteine residues were grafted with maleimide to form a stable
conjugation (Fig. 2a and S1†). The hydrodynamic diameter of
the PSiNPs after grafting of the PEG linkers and RVG peptides
slightly increased to ∼184 ± 31 nm (Fig. 1c and 2b), and nano-
particles were stably suspended in aqueous media without
aggregation (Fig. 1c and Fig. S2†). The surface of PSiNPs were
supposed to be fully covered by the PEG linkers since the exces-
sive amount (>20-fold higher than the theoretical number for
complete coverage) of NHS–PEG5k–maleimide linkers were
exposed to the amine-functionalized PSiNPs. However, it should
be noted that the increase in the hydrodynamic radius of
PSiNPs was limited to ∼6.5 nm, which is substantially less than
the stretched chain length of PEG5k (∼30 nm). The results indi-
cate that the neighboring PEG chains are in a “mushroom” con-
formational regime rather than stretching away to form a
“brush” layer (Fig. 2a). The mushroom conformation of PEG
chains certainly induces the random orientation of RVG pep-
tides on PSiNPs, causing a reduced binding efficiency to the
target receptors. Moreover, steric hinderance of the mushroom
type PEG linkers is responsible for less coverage onto PSiNPs,
possibly resulting in the inefficient prevention of nonspecific
protein adsorption (discussed below). It should be also noted
that the porous surface particularly allows the sparse coverage of
the PEG linkers only at the pore wall while the pore region is
readily exposed to serum proteins. Therefore, tailoring the
surface-grafted PEG chains to be the stretched brush layer is

necessarily required to improve the targeting capability to the
specific cells.

As a means of secondary packaging, the shorter chains of
methoxy-terminated PEG (mPEG) molecules were additionally
grafted to the uncovered surface of PSiNPs. By adding the
mPEG to the RVG-conjugated PSiNPs (PSiNPs–PEG5k–RVG),
the unsaturated amine groups, which were not linked with the
NHS–PEG5k–maleimide linkers due to steric hindrance, were
further available to link with mPEG (Fig. 2a). Depending on
the molecular weight of mPEG, the hydrodynamic diameters
of PSiNPs slightly increased up to ∼38 nm (PSiNPs–PEG5k/2k–

RVG), indicating the conformational transition of the PEG5k

linkers from the mushroom to the brush (Fig. 2a and b). The
resulting PEG chains were forced into a stretched brush con-
formation to minimize the PEG–PEG contacts and to maximize
the PEG–water contacts at the elevated grafting density by sec-
ondary packaging with shorter mPEG chains. However, it
should be noted that the secondary packaging with the same
length of mPEG (5 kDa) has a negligible effect on the confor-
mational transition of the PEG layers due to a lack of available
grafting sites. The conformation of surface-bound PEG can be
determined by the Flory radius (RF) of PEG, distance between
adjacent PEG chains (D), and length of the grafted PEG layer
(L) following the de Gennes’ model (Fig. S3 and Table S1†).32

The PEG molecules adopt a mushroom conformation at a low
grafting density (RF/D < 1) and eventually reaches a more
extended brush conformation with a higher grafting density
(L/Rf > 2).33 Our results support that the increasing density
obtained by the secondary packaging with the shorter mPEG
chains between the grafted PEG5k leads the conformational
transition since the PEG chains repel each other and adopt the
more extended dense brush configuration (Fig. 2a).

Fig. 2 Conformational transition of PEG grafted on PSiNPs upon secondary packaging with shorter PEG chains. (a) Schematic illustrations of PEG
conformation onto the PSNPs with RVG peptide conjugation. (b) Hydrodynamic diameters of PSiNPs after secondary packaging with shorter PEG
chains. Note that the mushroom conformation of PEG5k is stretched to form a brush layer with the secondary packaging.
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Cellular targeting via enhanced receptor recognition

To verify the enhanced targeting efficacy resulting from the
secondary packaging, we then incubated those nanoparticles
with the AchR-expressing Neuro-2a cells, derived from mouse
neuroblastoma. The confocal laser scanning microscopy
(CLSM) images showed a strong binding affinity and intracellu-
lar uptake of PSiNPs–PEG5k–RVG to the Neuro-2a cells but not
to the AchR-negative HeLa cells in accordance with the litera-
ture (Fig. 3a and S4†).28,34 Interestingly, the results emphasize
that the secondary packaging with the shorter PEG chains tre-
mendously improved the receptor targeting capability and cel-
lular uptake (Fig. 3b). It has been generally accepted that non-
specific serum protein binding onto the bare nanoparticles
can initiate the nucleation of the protein complexes and
finally lead to the growth of the protein corona, which is typi-
cally reduced by PEG grafting.35 However, the surface of
porous nanoparticles suffers from incomplete coverage of PEG
molecules due to the naked porous structure that is potentially
susceptible to protein corona nucleation (Fig. 4a). The second-
ary packaging with shorter PEG chains can cover the unsatu-
rated surface, thus inducing the conformational transition
from the mushroom to brush layer of the PEG5k. This effec-
tively suppresses the nonspecific adsorption of serum proteins
on the open-pore area (Fig. 4b). Enhanced receptor binding
and intracellular uptake efficiency indicate that the serum pro-
teins in the culture media are rapidly adsorbed to the nano-
particles, inhibiting the interaction of the RVG peptides with
the AchR (Fig. 4c). The result emphasizes that the differences
in the targeting efficiency, while the RVG peptide density on
PSiNPs remains the same and are attributed to the PEG confor-
mations related to the secondary packaging. We found
superior targeting efficiency (>5-fold) of PSiNPs grafted with
an additional 2 kDa mPEG (PSiNPs-PEG5k/2k-RVG), which is
supposed to be the optimal chain length for the given PSiNP
system not only to cover the unsaturated gap between the RVG-
conjugated PEG linkers with minimal steric hinderance but

also to fill the open-pore area by transitioning the PEG confor-
mation (Fig. 4a and b). In addition, the stretched brush confor-
mation of the PEG5k linkers can contribute to the outward
orientation of the RVG peptide for a stronger association
between the peptide and the AchR on the Neuro-2a cell mem-
brane (Fig. 4d). Overall, the protein corona formation on
PSiNPs is potentially responsible for reducing the cell binding
affinity and targeting efficiency.

Fig. 3 Influence of secondary packaging on PSiNPs for cellular uptake. (a) CLSM images of Neuro-2a cells treated for 2 h with PSiNPs containing
various secondary PEG chains as indicated. Note that nuclei were stained with Hoechst 33342 (λex: 360 nm, λem: 495 nm), and the intrinsic photo-
luminescence of PSiNPs was imaged (λex: 385 nm, λem: 750 nm). Scale bar: 10 μm. (b) Quantitative analysis of the targeted PSiNPs obtained from the
mean PL intensity (±standard deviation) per cell (n = 30). *p < 0.05, and **p < 0.01 from the two-tailed Student’s t test.

Fig. 4 Schematic illustrations of the interactions between PSiNPs and
serum proteins. (a) Protein corona formation initiated by nonspecific
serum protein adsorption on the porous cavity of PSiNPs. (b) Stretched
brush conformation of PEG inhibiting serum protein adsorption. (c)
Protein corona is inhibiting the acetylcholine receptor (AchR) reco-
gnition. (d) Dense brush conformation of PEG is beneficial for the strong
association of the RVG peptide to the AchR due to both the straight
orientation of the peptide and inhibited protein corona formation. (e)
Photoluminescence intensity (±standard deviation) of PSiNPs found in a
cell (n = 50) after pre-incubation in serum-rich cell culture media for
the designated time as indicated.
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We further confirmed that the protein corona formation on
the PSiNPs is responsible for reducing the targeting efficiency.
The PSiNPs were incubated with serum proteins prior to treat-
ment with Neuro-2a cells. Correspondingly, a substantial
decrease in the targeting efficiency compared to that of the
nanoparticles which were not pre-exposed to serum proteins
prior to incubation (Fig. 4e and Fig. S5†) was observed. The
results indicate that the well-established protein corona during
the pre-incubation in serum-rich media certainly reduces the
interaction of the RVG-conjugated PSiNPs with the AchR.
Particularly, ∼75% of PSiNP–PEG5k–RVG without the second-
ary packaging lost the targeting capability upon pre-incubation
in serum-rich media, presumably due to protein corona for-
mation despite conjugation of the PEG ligands on the nano-
particles. The limited PEG grafting density due to the porous
surface should be responsible for unwanted protein corona
formation in accordance with the above finding. However, the
secondary packaging shows remarkably effective prevention of
non-specific binding of serum proteins, followed by a notice-
able cellular uptake. Although protein corona formation might
not be completely inhibited, PSiNPs–PEG5k/2k–RVG main-
tained the cellular uptake efficiency to be ∼86% even after
60 min of pre-incubation. It should be noted that the inter-
actions between PSiNPs and cells may still occur with alterna-
tive pathways mediated by the adsorbed protein corona, result-
ing in a certain degree of cell binding affinity. However, the
secondary packaging with the shorter PEG chains (either 1 or
2 kDa) certainly contribute to not only improving the targeting
efficiency but also preventing protein corona formation. This
is attributed to the strong association between the RVG
peptide and the AchR on the Neuro-2a cell membrane. In
addition, the conformational transition of PEG ligands associ-
ated with secondary packaging showed no additional cyto-
toxicity to the cells, supporting that the biocompatible nature
of PSiNPs was maintained regardless of the PEG conformation
(Fig. S6†).36 Overall, the protein corona formation on PSiNPs is
potentially responsible for reducing the cell binding affinity
and targeting efficiency.

Intracellular delivery of siRNA

Next, we assessed the targeted delivery of siRNA using PSiNPs
as a carrier. Since the naked siRNA has been hampered by
poor intracellular delivery due to negative charge of the phos-
phate backbone despite the promising potential for RNA inter-
ference-based therapeutics, the siRNA was used as a model
drug in this study for secure loading and intracellular trans-
port. In addition, siRNA is highly susceptible to enzymatic
degradation during delivery; therefore it requires a protective
loading system (e.g., porous interior) isolated from the harsh
environment upon administration. The siRNA payloads were
readily packed into the pores, where the cationic (amine-termi-
nated) surface of the interior pore walls can stably harbor the
payloads via electrostatic interactions. The loading capacity of
siRNA was ∼8% by mass, corresponding to ∼3.0 × 104 siRNA
molecules per nanoparticle. Upon exposure to cell culture con-
ditions, we found that the secondary packaging is beneficial

for the delayed release of the siRNA cargo by capping the pore
(Fig. 5a and b). The PSiNP–PEG5k–RVG linker exhibited a half-
life for the release of the siRNA payloads of 2.3 h, whereas the
secondary packaging with 2 kDa PEG (PSiNP–PEG5k/2k–RVG)
significantly extended the half-life to 15 h. This is attributed to
the prolonged retention of the siRNA payloads owing to the
dense PEG brush layer that partially covers the entrance of the
porous interior (Fig. 5b). The prompt leakage of siRNA can be
remarkably prevented by the secondary packaging of the
porous surface, and the sustained biodegradation of the
porous silicon matrix leads to the gradual further release of
the siRNA payloads. Overall, the PEG conformation mediates
not only the targeting efficiency but also the release profile of
drug payloads from the cavity as a means of molecular
capping.

We then demonstrated the intracellular uptake of siRNA-
loaded PSiNPs. When incubated with Neuro-2a cells, the CLSM
showed significant uptake of PSiNPs–PEG5k/2k–RVG (Fig. 5c).
Correspondingly, the siRNA payloads were also localized in the
cytosol, coincident with the PSiNPs. Since we used siRNA
against an endogenously expressed peptidylprolyl isomerase B
(PPIB), the gene-specific knockdown was further evaluated.
The mRNA expression level of PPIB in the Neuro-2a cells was
quantitatively determined by reverse transcription polymerase
chain reaction (qRT-PCR) after 48 h of co-incubation with the
siRNA-loaded PSiNPs. The superior knockdown efficiency of
the PPIB mRNA level was obtained with PSiNPs–PEG5k/2k–RVG
while decreased gene silencing efficiency was found depending
on the conformation of the grafted PEG layers (Fig. 5d). The
PSiNPs showed no significant cytotoxicity and gene silencing
compared to untreated cells, and the substantially less knock-
down in PPIB expression for the RVG-omitted PSiNPs
(PSiNP-PEG5k) supports that RVG-mediated targeting and cel-
lular uptake are essential for effective gene delivery to Neuro-
2a cells. Therefore, superior RNA interference efficacy can be
achieved by the secondary packaging, which is particularly
essential for porous nanoparticles for effectively utilizing their
large pore volume with enhanced receptor recognition.

The effects of PEG length and density grafted to nano-
particles for protein adsorption and cellular targeting
efficiency have been extensively investigated over
decades.16–19,37–40 While it is widely accepted that the thicker
and densely packed PEG layer is more effective for reducing
the nonspecific interactions of nanoparticles with the cells, a
better understanding of the PEG grafting onto the porous
surface is essential to ensuring the appropriate surface modifi-
cation of drug carriers that contain a large volume to securely
load therapeutic agents inside the pores. The secondary packa-
ging with shorter PEG chains can provide a strategic tailoring
method of the porous nanoparticle surfaces by reducing the
number of serum proteins that sterically block the binding of
the biorecognition molecules to the target receptor as well as
by preventing the burst release of drug payloads. SDS-PAGE
analysis further revealed that a reduced amount of proteins
adsorbed on PSiNPs, which is potentially responsible for
forming the protein corona. While maintaining protein pro-
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files adsorbed on PSiNPs, the secondary packaging seemed to
lead to less protein adsorption (Fig. S7†). Extending the incu-
bation time up to 60 min in serum containing culture media,
the amount of proteins that non-specifically bound to PSiNPs
gradually decreased. This study provides certainly limited
information on the adsorbed protein profile; therefore it
should be further analyzed using quantitative analytical tools
such as mass spectrometry to obtain detailed information on
the composition and preferential binding affinity of serum
proteins on different surface characteristics of nanoparticles
as a follow-up study. Despite the unclear protein interactions
with the conformational transition of PEG ligands, secondary
packaging on the mesoporous surface certainly improves the
specificity of the drug nanocarrier and allows to be used for
highly targeted nanomedicine in a serum-rich environment.
Although the present study is limited to a proof-of-concept
demonstration on cellular uptake and targeted delivery

efficiency in vitro, the tailored nanoparticles are expected to
achieve prolonged blood circulation and targeting efficiency
in vivo.

Conclusions

The effect of secondary packaging with shorter PEG chains to
cover the unsaturated area on the PEG-grafted porous nano-
particle surface was investigated as a means of enhanced cellu-
lar targeting and uptake. Overall, an increased surface coverage
with lower molecular weight mPEG is beneficial for suppres-
sing nonspecific protein adsorption and further inducing con-
formational transition of PEG linkers to be stretched, thus
improving the target recognition followed by intracellular
delivery of drug payloads (e.g., siRNA). The secondary packa-
ging contributes to forming not only a dense PEG packing but

Fig. 5 Release kinetics and intracellular delivery of siRNA. (a) Cumulative release profile of siRNA payloads from the PSiNPs incubated in phosphate-
buffered saline (PBS) at 37 °C (n = 3 for each group). (b) Schematic illustrations of siRNA-loaded PSiNPs with or without secondary packaging of PEG
under release conditions. Note that the stretched brush conformation of PEG ligands leads to the delayed release of siRNA payloads compared to
the mushroom conformation. (c) CLSM images of Neuro-2a cells treated for 2 h with siRNA-loaded PSiNPs containing various secondary PEG chains
as indicated. siRNA was labeled with a fluorescent dye (Dy547) for imaging. Nuclei and siRNA were measured via the fluorescence of Hoechst 33342
(λex: 360 nm, λem: 495 nm) and Dy547 (λex: 540 nm, λem: 570 nm), respectively. The photoluminescence of PSiNPs was used for quantitative visualiza-
tion (λex: 385 nm, λem: 750 nm). Scale bar: 5 μm. (d) Relative PPIB gene silencing in Neuro-2a cells after treatment with the PSiNPs (n = 4 for each
group). *p < 0.05, and **p < 0.01 from the two-tailed Student’s t test (n.s., not statistically not significant).
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also a brush conformation rather than mushroom layer.
Although the effects of PEG length and density on protein
adsorption onto the nanoparticles have been extensively inves-
tigated over a decade, the conformational transition of the
PEG chains induced by secondary packaging is reported for
the first time in this study. In addition, our study shows that
the conformation of grafted PEG molecules on porous nano-
particles can regulate the release of the drug payloads by
capping the open-pore area. This is an important step toward
not only understanding and controlling the stealth effect of
the various types of porous nanoparticles but also improving
the targeted delivery of nanomedicine.

Experimental section
Preparation of PSiNPs

Highly boron-doped p++-type silicon wafer (∼1 mΩ cm resis-
tivity, Virginia Semiconductor, Inc.) was anodically etched in a
Teflon cell containing electrolyte composed of 3 : 1 (by volume)
of 48% aqueous HF : ethanol.25 The backside of the silicon
wafer was contacted with aluminum foil while the polished
surface was exposed to the electrolyte using a coil of platinum
wire as a counter electrode. The etching waveform consisted of
a square wave in which a lower current density of 50 mA cm−2

was applied for 1.8 s, followed by a higher current density
pulse of 400 mA cm−2 applied for 0.36 s for 140 cycles to gene-
rate a stratified porous silicon film with alternating layers of
high and low porosity.26 The resulting porous silicon films
were removed from the silicon substrate by applying a current
density of 3.7 mA cm−2 for 250 s in a solution containing 1 : 30
(v : v) of 48% aqueous HF : ethanol. The freestanding porous
silicon film was fractured by ultrasonication for 16 h and the
resulting nanoparticles are isolated by centrifugation at 15 000
rpm for 12 min.

Preparation of RVG-functionalized PSiNPs

2 mg of PSiNPs in ethanol was mixed with 20 μl of 3-(ethoxydi-
methyl)-propylamine silane (Sigma-Aldrich) by vortexing over-
night for amine-functionalization. The amine-terminated
PSiNPs were rinsed with ethanol and further reacted with
NHS–PEG5k–maleimide (10 mg ml−1, Nanocs) for 5 h to com-
pletely cover the nanoparticle surface with thiol-reactive male-
imide. The succinimidyl carboxymethyl ester group of NHS
reacts with the primary amine group on PSiNPs. Unbound PEG
linkers were removed by centrifugation, and the maleimide-
activated PSiNPs were further mixed with 500 μl of RVG
peptide solution (1 mg ml−1) for 3 h to conjugate the RVG
peptide via a free cysteine residue at the terminal group.24 The
RVG peptide with N-terminal cysteine residues, (CCGG)
YTIWMPENPRPGTPCDIFTNSRGKRASNG, was obtained from
CPC Scientific, Inc.

Secondary packaging of PSiNPs with mPEG

10 mg ml−1 N-hydroxylsuccinimide functionalized methoxy
PEG (NHS-mPEG, Nanocs) was added to PSiNP–PEG5k–RVG for

secondary packaging with unreactive amine groups on the
surface. To ensure sufficient conjugation, the reaction was
carried out for 3 h, and PSiNP–PEG5k/(2k or 1k)–RVG was puri-
fied from unbound PEG by centrifugation.

Characterization

Transmission electron microscope (TEM) images were obtained
on a Tecnai G2 X-Twin operated at 200 kV (FEI, Netherlands). A
Zetasizer Nano ZS (Malvern, UK) was used to determine the
hydrodynamic size of the nanoparticles. Photoluminescence
spectra were obtained using an Ocean Optics QE spectrophoto-
meter. Concentration of siRNA was determined by measuring
absorbance at 260 nm using a spectrometer (NanoDrop,
Thermo, USA) based on the OD260 standard curve of siRNA. For
the cellular uptake study, cells were cultured in a glass-bot-
tomed dish and observed over a conformal laser scanning
microscope (LSM 880, Carl Zeiss, Germany).

Cellular uptake

Neuro-2a cells (CCL-131, ATCC, USA) were cultured in Eagle’s
Minimum Essential Medium (EMEM) containing 10% fetal
bovine serum (FBS, Thermo, USA). Cells were seeded on a
glass-bottomed culture dish (Nunc, Thermo, USA), and incu-
bated at 37 °C with 5% CO2 overnight. Nanoparticles were
injected into the cells, and imaged using a LSM 880 after 2 h
of treatment. To quantitatively demonstrate the cellular uptake
of PSiNPs with different surface characteristics, intrinsic
photoluminescence signals of PSiNPs obtained from individ-
ual cells were collected and statistically analyzed. For the
serum protein pre-exposure to demonstrate protein corona for-
mation and the associated cellular targeting inhibition, the
PSiNP formulations were exposed to cell culture media (EMEM
containing 10% FBS) at 37 °C for a designated time in dark
using Protein Lobind tubes (Eppendorf, Germany). At each
time point, the PSiNPs–protein complexes were isolated from
unbound proteins by centrifugation at 16 000g for 20 min. The
PSiNPs–protein complexes were resuspended in cell culture
media (for cell targeting efficiency test) or PBS (electrophor-
esis). Serum protein pre-exposed PSiNPs were then injected
into the cells for targeting capability study.

Electrophoresis analysis

The protein-coated PSiNPs in PBS were further incubated at
37 °C for 60 h to completely degrade the PSiNPs. Eluted pro-
teins were diluted with PBS to adjust the sample buffer and
separated on a 12% SDS–polyacrylamide gel at a constant
voltage of 160 V. The protein bands were detected by Imperial
Protein stain (Coomassie Brilliant Blue, Thermo, USA).

siRNA loading and release

The small interfering RNA (siRNA) against peptidylprolyl iso-
merase B were purchased from Dharmacon, Inc. 1 : 1 mixtures
of siPPIB(1) and siPPIB(2) were used for gene silencing. The
sequences for the sense strands were

siPPIB(1): 5′-CAAGUUCCAUCGUGUCAUCdTdT-3′ and
siPPIB(2): 5′-GAAAGAGCAUCUAUGGUGAdTdT-3′.
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The RVG-functionalized PSiNPs were mixed with siRNA in
Rnase free water under sonication for 5 min, which enabled
the facile penetration of siRNA by the temporal opening of the
brushed PEG covered on pores. The amine-terminated pore
interior harbored the siRNA via electrostatic interaction. The
concentration of residual siRNA after centrifugation that iso-
lated the siRNA-loaded PSiNP pellet was determined by
measuring the absorbance. Release kinetics of the siRNA-
loaded PSiNPs were obtained in phenol red-free cell culture
media containing 10% FBS at 37 °C over time.

In vitro gene silencing

Neuro-2a cells were cultured in EMEM containing 10% fetal
bovine serum. Cells were seeded in 24-well plates at 6 × 104

cell per well, and the PSiNPs were administered the next day.
After 48 h of co-incubation, the cells were harvested and lysed
to extract total RNA using a RNeasy mini kit (Qiagen, USA)
according to the manufacturer’s protocol. Reverse transcrip-
tion reaction was performed using an iScript cDNA synthesis
kit (Bio-Rad, USA). 1 μg of extracted RNA was reverse-tran-
scribed into cDNA according to the manufacturer’s protocol,
and real-time quantitative reverse transcription polymerase
chain reaction (qRT-PCR) analysis was performed to examine
the PPIB mRNA expression with the Mx3005P qPCR system
(Agilent). The cDNA was subjected to RT-qPCR using the SYBR
Green PCR Mater mix (Bio-Rad). Samples were normalized to
the levels of housekeeping hypoxanthine phosphoribosyltrans-
ferase (HPRT) for qPCR analysis. Primer sequences used for
qPCR were

PPIB forward: GGAAAGACTGTTCCAAAAACAGTG
PPIB reverse: GTCTTGGTGCTCTCCACCTTCCG
HPRT forward: GTCAACGGGGGACATAAAAG and
HPRT reverse: CAACAATCAAGACATTCTTTCCA.

Cell viability

The cytotoxicity of PSiNPs was evaluated using the MTT assay
against the cultured Neuro-2a cells. Briefly, the cells were
seeded in 96-well plates at a density of 1 × 104 cells per well
and allowed to attach overnight. Each well was treated for 24 h
with PSiNPs containing different surface characteristics, and
then washed twice with phenol red-free culture medium.
Thereafter, 3-((4,5-dimethylthiazol-2-yl)-2,5-diphenyltetrazo-
lium bromide) was added to the culture medium and incu-
bated at 37 °C for another 4 h. The solution was aspirated
from the wells, and 200 μL of DMSO was added to each well
and gently shaken to fully dissolve the colored formazan. The
absorbance of the solution in each well was measured at
490 nm using a plate reader. The cell viability was expressed as
the percentage of viable cells compared with the cells treated
with PBS.

Statistical analysis

All data represents mean value ± standard deviation. Statistical
significance was evaluated using the two-tailed heteroscedastic
Student’s t test. Unless otherwise stated, the threshold of stat-
istical significance was set to p < 0.05.
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