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This article provides an alternative pathway towards cyclosilapentenes (e.g., SiH,-'Pr and SpiroSi) involving
the use of Rieke magnesium to activate the requisite dienes for synthesis. Subsequent metal-mediated
dehydrocoupling of cyclosilapentene SiH,-'Pr and mixtures with another cyclogermapentene gives oligo-
mers with backbone Si—Si (humber average molecular weight, M,, = 1.0 kDa) and Si-Ge (M,, = 1.4 kDa) lin-
kages, respectively. UV-irradiation (248 nm) of the abovementioned oligotetrelenes and the molecular
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spirosilane SpiroSi were examined in solution; while evidence for Si,Ge,-type materials was noted
through Raman and EDX spectroscopy, the presence of substantial amorphous carbon as a contaminant
was also observed. (TD)-DFT computational studies on the spirosilane SpiroSi provide some insight into
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Introduction

Silicon is the most widely used element in the production of
electronic devices due to its low bandgap (1.1 eV) and its large-
scale production.” Additionally, Si forms stable oxides when
exposed to air, which enables its use in the fabrication of
photolithographic masks.'®” Silicon germanide (Si,Ge)) is also
a useful semiconductor due to the bandgap tuning that is
possible through variation in the Si/Ge ratio. Likewise, Si,Ge,
exhibits exceptional thermoelectric properties.”® These fea-
tures, alongside its resistance to extreme temperatures (up to
1000 °C) and radiation has prompted the use of Si,Ge, in the
fabrication of thermoelectrics, photodetectors, photodiodes,
transistors, and photovoltaic cells.?

Despite all of the described advantages, standard routes
towards Si and Si,Ge, (e.g., chemical vapor deposition, CVD)
make use of toxic and sometimes corrosive chlorinated precur-
sors, such as HSiCl;. Furthermore, the need of high tempera-
tures alongside sophisticated instrumentation makes these
syntheses difficult to access for many.* Therefore, the develop-
ment of more efficient techniques to deposit films of Si,Ge, is
highly desirable.
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the lack of efficient Si,Ge, photodeposition noted in this study.

In previous work, we demonstrated the photopatterning of
crystalline Ge films via the light-induced elimination of diene
from poly(cyclogermapentene)s at room temperature.’
Building on this approach, the present study shows the par-
tially-successful photodeposition of Si and Si,Ge,-type
materials via UV-light irradiation of new tetrelene oligomers
and a molecular spirosilane, albeit with carbon contami-
nation. (TD)-DFT computations and stability assays on the
photoextruded dienes are also discussed.

Results and discussion
Synthesis of Si and Si,Ge, precursors

The initial step towards the attempted room temperature
photodeposition of elemental Si and Si,Ge, alloys involved the
synthesis of the cyclic silanes 1,1-dihydro-3,4-di-iso-propylsila-
cyclopent-3-ene  (SiH,-'Pr) and silaspiro-[4.4]-2,3,7,8-tetra-
methyl-2,7-nonadiene (SpiroSi) through a modified Rieke mag-
nesium approach (Scheme 1a).” Characterization of both
silanes by 'H, "*C{"H}, and *°Si{'"H} NMR spectroscopy showed
the expected resonances for the assigned structures (Fig. S1-
S67). Additionally, high-resolution mass spectrometry (HR-MS)
confirmed the presence of the molecular ion (M') in each
product. Finally, FT-IR analysis of SiH,-'Pr supported the for-
mation of a cyclic silane with an intense Si-H vibration cen-
tered at 2144 cm ™" (Fig. $221).°

The synthesis of 1,1-dihydro-3,4-dibutylsilacyclopent-3-ene
(GeH,-"Bu) was achieved via the cycloaddition of the dibutyl-
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Scheme 1 (a) Synthesis of silaspiro-[4.4]-2,3,7,8-tetramethyl-2,7-nona-
diene (SpiroSi) and 1,1-dihydro-3,4-di-iso-propylsilacyclopent-3-ene
(SiH>-"Pr); (b) synthesis of 1,1-dichloro-3,4-dibutylgermacyclopent-3-
ene GeCl,-"Bu and 1,1-dihydro-3,4-dibutylgermacyclopent-3-ene
GeHz-"Bu.

ated diene (diene-"Bu), H,C=C("Bu)-C("Bu)=CH,, with
Cl,Ge-dioxane to first afford 1,1-dichloro-3,4-dibutyl-
germacyclopent-3-ene  (GeCl,-"Bu). Halogen/hydride meta-
thesis between GeCl,-"Bu and Li[AlH,] gave the expected
germane GeH,-"Bu in 81% yield (Scheme 1b). The identities of
diene-"Bu, GeCl,-"Bu, and GeH,-"Bu were confirmed by 'H
and "C{'H} NMR spectroscopies (Fig. S7-S121), elemental
analyses, and HR-MS.

The next step of this study involved the attempted dehydro-
coupling polymerization of the silacyclopentene, SiH,-'Pr,
using the known transition metal-based (pre-)catalysts [Rh
(cop)Cl],, [RhCI(PPh;3);], and Cp,Zr(pyr)(Me;SiCCSiMej;)
(COD = cyclooctadiene; pyr = pyridine; Cp = n>-CsHj;).
Unexpectedly, analysis of the final reaction mixtures by 'H
NMR spectroscopy showed only partial monomer conversion
with [Rh(COD)Cl], or no reaction with [RhCI(PPh;);] or Cp,Zr
(pyr)(Me;SiCCSiMej;). Despite changes in the catalyst loading
from 0.1 to 2 mol%, the solvent employed (THF or toluene),
the temperature of the reaction mixture (—30 °C, room temp-
erature, or 70 °C), and time (1 to 7 days), no improvements
were observed. Nevertheless, use of 0.1 mol% of Pt(PCys3), (Cy
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= cyclohexyl) as a dehydrocoupling catalyst® and heating to
60 °C without solvent led to observable bubbling (presumably
H, formation) and the progressive coloration of the reaction
mixture to light-yellow. Purification of the product by precipi-
tation into MeCN (—30 °C) afforded a light-yellow semi-solid,
OligoSi, in a yield of 58% (Scheme 2).

Characterization of OligoSi by Raman spectroscopy showed
bands corresponding to the expected Si-Si, Si-C, and C=C
stretches at 505, 880, and 1617 cm™', respectively.’ Si-H
stretches, expected at around 2100 cm™', were not observed
(Fig. S231). The Raman spectral data suggest the successful oli-
gomerization to give a product with backbone Si-Si linkages
and retention of the cyclosilapentene side units. Moreover, the
absence of discernable Si-H units suggests the formation of
linear chains of moderate molecular weight and/or generation
of cyclic oligomers. "H NMR spectroscopic analysis of OligoSi
showed broadened alkyl signals and the disappearance of the
hydride peak from the monomer SiH,-'Pr; there is also a broad
spectral feature around 5.3 ppm, assigned to Si-H end-groups
(Fig. 1).°

Integration of the "H NMR alkyl signals and the Si-H peak
in from OligoSi suggested the presence of ca. 10-11 repeating
units, or a number average molecular weight (M,) of 1.6 to
1.8 kDa. Likewise, gel permeation chromatography (GPC) in
THF was also performed giving M,, = 1.0 kDa and a polydisper-
sity index (PDI) of 2.3 (Fig. S34%). This analysis indicates the
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Scheme 2 Synthesis of oligo(3,4-di-iso-propylsilacyclopentene)
(OligoSi).
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Fig.1 'H NMR spectrum of oligo(3,4-di-iso-propylsilacyclopentene)
(OligosSi) in CgDe.
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formation of oligomers composed of 6 repeating units (on
average), which correlates moderately well with the 'H NMR
end-group analysis, given the GPC instrumentation used.
Thermogravimetric analysis (TGA) of OligoSi revealed an
experimental weight loss of 60% upon heating to 500 °C;
notably, this value is higher than the overall expected weight
loss expected if only Si metal were to remain (83%) (Fig. S267).
Multiple TGA measurements using different samples of
OligoSi were attempted, showing similar weight loss in each
case.

Dehydrocoupling of GeH,-"Bu was also accomplished using
6 mol% of Pt(PCys), in benzene at room temperature with con-
tinuous stirring under inert atmosphere for 18 hours. As with
the synthesis of OligoSi, bubbling and the progressive color-
ation of the reaction mixture to light-yellow were observed.
Purification of the product by precipitation from a concen-
trated solution in THF into cold MeCN (—30 °C) afforded
OligoGe as a light-yellow semi-solid. Characterization of
OligoGe by 'H NMR spectroscopy showed the expected signal
broadening and the disappearance of the GeH, resonance
from GeH,-"Bu; in place, a broad resonance spanning 4.54 to
4.82 ppm was present, likely due to Ge-H end groups
(Fig. S14f). Moreover, Raman spectroscopic analysis of this
product supported the successful dehydrocoupling polymeriz-
ation of GeH,-"Bu as a Ge-Ge stretch was present at 300 cm ™"
along with a small band corresponding to a Ge-H stretch (end
groups) at 2021 cm™" (Fig. S241).° As with OligoSi, the mole-
cular weight of OligoGe was estimated by "H NMR end-group
analysis and GPC, with the latter method giving M, = 1.4 kDa
and a PDI of 1.2, indicating the formation of oligomers with
ca. 6 repeat units on average (Fig. S35t1). TGA of OligoGe
showed weight loss to a final remaining value of 35% upon
heating to 400 °C, which is close in value to the expected
remaining weight for the formation of elemental Ge (32%j;
Fig. S271).

The successful dehydrocoupling of both GeH,-"Bu and
SiH,-'Pr enabled the latter co-oligomerization of both mono-
mers to form a possible Si/Ge photolithographic precursor to
Si,Ge,. Note: different heterocyclic side groups ("Bu and 'Pr)
were used for each monomer to enable determination of Si/Ge
element ratios in the final oligomer by "H NMR spectroscopy.
Upon addition of 2 mol% of Pt(PCys), to a 1:1 mixture of
GeH,-"Bu and SiH,-"Pr at 80 °C (in toluene) immediate bub-
bling and the progressive color change of the reaction mixture
to light-orange were observed. After stirring for 18 h, thicken-
ing of the solution was noted until a light-orange viscous
mixture remained. Purification of the product was accom-
plished by precipitation from THF into cold MeCN (-30 °C) to
give OligoSiGe as an orange semi-solid (Scheme 3).
Thermogravimetric analysis (TGA) of OligoSiGe under argon
(Fig. S287) showed a weight loss value of 68% upon heating to
400 °C; for comparison, the expected weight loss if only Si and
Ge remained in a 1: 1 ratio is 75%.

The "H NMR spectrum of OligoSiGe confirms the success-
ful dehydrocoupling co-polymerization of GeH,-"Bu and
SiH,-'Pr, as evidenced by the appearance of broad alkyl signals

This journal is © The Royal Society of Chemistry 2025
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Scheme 3 Synthesis of oligo(3,4-dibutylgermacyclopentene-r-3,4-di-
iso-propylsilacyclopentene) (OligoSiGe).

alongside the disappearance of the Si-H and Ge-H peaks from
the monomers at 4.10 and 4.12 ppm, respectively. Likewise,
the formation of new broad set of signals from 4.27 to
5.35 ppm suggested the presence of new silicon/germanium
hydride end-groups (Fig. 2). Integration of the alkyl signals
revealed an 'Pr/"Bu subunit ratio of 51/49, which matches
closely with the 1:1 silane/germane monomer feed ratio used
in the dehydrocoupling oligomerization. The Raman spectrum
of OligoSiGe further supported the formation of this co-oligo-
mer with discernable Ge-Ge, Si-Si, Si-Ge, Si-C, C=C, Ge-H,
and Si-H stretches at 304, 463, 563, 878, 1622, 1997, and
2116 cm™ ", respectively (Fig. S251).° End-group analysis of the
alkyl and hydride '"H NMR resonances in OligoSiGe gave an
overall degree of polymerization of approximately 13 (M, =
2.8 kDa). GPC analysis of OligoSiGe in THF was then per-
formed, giving a number average molecular weight of 1.4 kDa,
suggesting 7 repeating units per chain, and a PDI of 1.2
(Fig. S367).

The above data point to the presence of low molecular
weight oligomers for OligoSi, OligoGe, and OligoSiGe. These
experimental results align with a related study by Tanaka and
co-workers, who used Pt(COD), as a pre-catalyst to synthesize
silacyclopentane oligomers with a M,, value of 0.8 kDa, equi-
valent to 9 repeating units."’
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Fig.2 'H NMR spectrum of oligo(3,4-dibutylgermacyclopentene-r-
3,4-di-iso-propylsilacyclopentene) (OligoSiGe) in C¢Dg.
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Photodeposition attempts

In order to determine the light absorption properties of the
new Si/Ge oligomers reported here, UV-Vis spectra were
recorded (Fig. S30-S331). The UV-Vis spectrum of OligoSi in
THF indicated no clear maxima in the range of 220-800 nm,
but an absorption onset was observed at 310 nm. The spec-
trum of OligoGe gave an absorption maximum at 290 nm with
a red-shifted onset of absorption at 336 nm. The UV-Vis spec-
trum of OligoSiGe in THF showed a similar absorption profile
as OligoSi, with no discernible maxima and an absorption
onset at 316 nm. Finally, the UV-Vis spectrum of the spirocyc-
lic silane SpiroSi gave an absorption onset of 304 nm. These
findings suggest that OligoSi, OligoSiGe, and SpiroSi are sus-
ceptible to irradiation by UV light with wavelengths below ca.
300 nm.

Photodeposition involving OligoSi was then attempted with
irradiation from a 248 nm laser into a solution of the oligosi-
lane in THF-dg at room temperature, using a custom-built*
quartz reactor (Scheme 4).

As the photolysis of OligoSi proceeded, the color of the
solution changed from colorless to light-yellow, and a dark
solid started to form on the inner walls of the quartz reactor
(Fig. 3). Unfortunately, the mass of the dark precipitate that
also formed on the bottom of the reactor was too low for an
accurate yield determination (<0.1 mg). "H NMR spectroscopic
analysis of the reaction mixture after exposing OligoSi to UV
light (in THF-dg) showed oligosilane starting material along
with small signals corresponding to 2,3-di-iso-propyl-1,3-buta-
diene (5%), confirming that the partial reverse cycloaddition
of diene from OligoSi had occurred (Fig. 4). Surprisingly, ana-
lysis of the deposited inner grey-layer of the quartz reactor by
Raman spectroscopy showed intense bands at 1585, 1326, and
1173 ecm™", corresponding to amorphous carbon, and a weak

1\Si/rn 248 nm
= —_— N + nSi

iPI’ iPI’ THF, rt

Scheme 4 Targeted photolysis of oligo(3,4-di-iso-propylsilacyclopen-
tene) (OligoSi).

Fig. 3 Photograph of the deposited powder after photolysis of oligo
(3,4-di-iso-propylsilacyclopentene) (OligoSi) in THF.
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Fig. 4 H NMR spectrum of the reaction mixture after photolysis of
oligo(3,4-di-iso-propylsilacyclopentene) (OligoSi) in THF-dg. Signals
marked with (*) at 4.93, 4.84, 2.52, and 1.04 ppm correspond to the free
diene, 2,3-di-iso-propyl-1,3-butadiene (diene-'Pr).

signal at 493 cm™" that could be assigned to Si-Si stretches
(Fig. $3871).5™"

The deposited layer on the quartz reactor from the photo-
lysis of OligoSi was also characterized by scanning electron
microscopy (SEM), revealing irregular morphologies
(Fig. S39t). Moreover, energy dispersive X-ray (EDX) analysis of
this thin film indicated a high atomic carbon content
(44.36%), further supporting the formation of amorphous
carbon-based material during photolysis (Fig. S407). It should
be noted that detection of Si by EDX is unreliable in this case
as the grey thin film was deposited on a quartz substrate.
Finally, EDX analysis often presents background C contami-
nation in our instrument, however, the carbon content
observed for the thin film produced by the photolysis of
OligoSi is significantly higher than what would be expected
from background carbon alone.

Photodeposition of Si,Ge, from OligoSiGe was also
attempted using similar conditions as those employed for the
photolysis experiments with OligoSi. As observed in previous
experiments, a thin-layer of a dark-grey precipitate formed on
the inner wall of the quartz reactor after the UV-light
irradiation of OligoSiGe in THF at 248 nm (Fig. 5). "H NMR
characterization of the remaining solution in THF-dg after

Fig. 5 Photograph of the deposited Si,Ge, film (and carbon) after
photolysis of oligo(3,4-dibutylgermacyclopentene-r-3,4-di-iso-propylsi-
lacyclopentene) (OligoSiGe) in THF-dg.

This journal is © The Royal Society of Chemistry 2025
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photolysis revealed broad signals corresponding to unreacted
OligoSiGe. Nonetheless, low intensity peaks belonging to the
expected dienes H,C—C(R)-C(R)—CH, (R = "Bu and 'Pr; "Bu =
8% and 'Pr = 4%) were also observed (Fig. S171).

The Raman spectrum of the deposited insoluble material
from the photolysis of OligoSiGe shows a vibration at
298 cm™', due to Ge-Ge stretches, and a less intense/broader
band between 410-506 cm™'. This latter band likely corres-
ponds to a combination of Si-Ge and Si-Si stretches, typically
observed around 400 and 500 cm™', respectively.® These
results indicate the successful deposition of a solid with some
local Si,Ge, structure. Finally, as observed in the photolysis of
OligoSi, intense bands at 1173, 1327, and 1586 cm™ were
noted (Fig. 6), which match the Raman spectrum of amor-
phous carbon,' pointing to the partial decomposition of the
organic by-products formed during the photolysis.

SEM and EDX data were also collected on the fine dark-grey
powder obtained during the photolysis reaction of OligoSiGe.
The SEM image of the precipitate, deposited onto carbon tape
prior to analysis, revealed the formation of granules
(Fig. S431); EDX mapping of the material indicated presence of
Ge and Si at 14.47 and 8.50 atomic%, respectively (Fig. S447).
These results suggest the formation of a bulk material with a
Si/Ge ratio of approximately Siy 3;Geg.63-

To gain further insight into the results obtained from the
photodeposition attempts of OligoSi and OligoSiGe, photolysis
experiments using SpiroSi were also conducted in cyclohexane-
d,» under a nitrogen atmosphere at room temperature. Similar
to the photolysis of OligoSi, a fine layer of a grey solid was
formed on the inner surface of the quartz reactor and the
initially colorless solution adopted a deep yellow color after
completion of 10000 light pulses (Fig. 7). The photolysis of
SpiroSi was also attempted in THF-dg to probe the influence of
a more polar solvent on the reaction outcome. As before, color-
ation to deep yellow and the formation of a small amount of a
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Fig. 6 Raman spectrum of the dark-grey film obtained from the photo-
lysis of oligo(3,4-dibutylgermacyclopentene-r-3,4-di-iso-propylsilacy-
clopentene) (OligoSiGe).
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Fig. 7 Photograph of the reaction mixture after photolysis of silaspiro-
[4.4]-2,3,7,8-tetramethyl-2,7-nonadiene (SpiroSi) in cyclohexane-d;,.

black precipitate were observed. These results indicate that for-
mation of the carbon contaminant is not influenced substan-
tially by the solvent employed. Analysis of the reaction mixture
using '"H NMR spectroscopy indicated a significant amount of
unreacted SpiroSi. Additionally, signals corresponding to 2,3-
dimethyl-1,3-butadiene (diene-Me) were also detected at 5.05,
4.94, and 1.89 ppm, suggesting the partially successful reverse-
cycloaddition of diene from the SpiroSi (Fig. S187).

SEM analysis of the recovered dark-grey precipitate
obtained from the photolysis of SpiroSi showed an uneven
solid (Fig. 8a). EDX characterization revealed a high carbon
content (73.57%) and only a small atomic percentage of Si
(6.02%) (Fig. 8b). These findings suggest that irradiation of
SpiroSi with UV light leads to the decomposition of the
organic fraction(s) leading to amorphous carbon, as observed
with the photolysis of OligoSi and OligoSiGe.

a)

b)

Si Kal

oo

100pm 100pm

Fig. 8 (a) SEM backscattered-electron image for the dark-grey precipi-
tate obtained from the photolysis of silaspiro-[4.4]-2,3,7,8-tetramethyl-
2,7-nonadiene (SpiroSi); SEM data was collected at 15 keV; (b) EDX
elemental maps for the dark-grey precipitate obtained from the photo-
lysis of silaspiro-[4.4]-2,3,7,8-tetramethyl-2,7-nonadiene (SpiroSi) in
THF.
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Photostability studies involving dienes

The presence of amorphous carbon after the photolysis of
OligoSi, OligoSiGe, and SpiroSi led an evaluation of the stabi-
lity of the corresponding diene by-products under UV-light. In
this regard, solutions of H,C=C(R)-C(R)=CH, (R = Me, 'Pr,
"Bu) in dry THF were irradiated with a KrF laser at 248 nm, fol-
lowing the same conditions as employed in the abovemen-
tioned photolysis experiments. The colorless solution of the
diene-Pr changed rapidly to a light-yellow tone once
irradiation began, as observed with OligoSi and SpiroSi.
Additionally, traces of a dark-grey precipitate formed on the
inner wall of the quartz reactor, albeit in lower quantities than
observed with the Ge and Si oligomers (Fig. 9a). In contrast,
solutions of diene-Me and diene-"Bu in THF showed no visible
change after exposure to UV light (Fig. 9b and c).

"H NMR spectroscopic analysis of the THF-dg solutions of
diene-"Pr, diene-Me, and diene-"Bu after photolysis revealed
the formation of some unknown signals, along with unreacted
butadienes (Fig. S19-S217). It is salient to mention here prior
work by Traetteberg and co-workers, who observed the
rearrangement of the bulky diene 2,3-di-tert-buyl-1,3-butadiene
into an unsymmetric cyclobutene upon irradiation with a
high-pressure Hg lamp (356 nm) at room temperature;"> note,
the authors did not report the formation of insoluble precipi-
tates during their photolysis experiments.

The photolysis of diene-'Pr, diene-Me, and diene-"Bu along-
side the study conducted by Traetteberg show the suscepti-
bility of alkylated-dienes towards UV-light. However, the gene-
ration of the amorphous carbon in our abovementioned
studies suggests further degradation of any possible diene-
rearrangement product(s) had transpired. Of note, our photo-
lysis studies involving the free dienes OligoSi, SpiroSi, and
OligoSiGe were conducted at room temperature. However,
during irradiation the reaction mixtures undergo significant
heating (to ca. 50 °C) due to the intense energy supplied by the
laser, requiring a cooling period of five minutes after every
2500 pulses to return to room temperature. In contrast,

a)

b) c)

Fig. 9 (a) Solution of diene-'Pr after photolysis at room temperature in
THF; (b) solution of diene-Me after photolysis at room temperature in
THF; (c) solution of diene-"Bu after photolysis reaction at room temp-
erature in THF. All three solutions were irradiated with a 248 nm KrF
laser (15 Hz, 11000 pulses, 230 mJ per pulse).
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Traetteberg and co-workers conducted their photolysis studies
at room temperature; also, it is possible that their use of a
lower wavelength (356 nm) light source might have prevented
further degradation of their soluble products. Moreover,
Traetteberg'® employed a Hg lamp for their irradiation experi-
ments, while our study used more intense and a higher energy
(248 nm) excimer KrF laser. Finally, our previous work invol-
ving the photopatterning of elemental Ge from poly(cycloger-
mapentene)s, employing diene-'Pr, diene-"hexyl, and diene-Me
as organic moieties, did not show presence of carbon contami-
nation in the Raman spectra of the deposited films.* One poss-
ible explanation for this is the more rapid decomposition of
the Ge polymers in this prior work, leading to formation of Ge
films that block further UV-light from reaching the dienes
formed; thus, preventing the generation of amorphous carbon.

TD-DFT computations on SpiroSi

To gain a better understanding of the UV-vis transition(s) avail-
able when SpiroSi is exposed to UV-light, time-dependent
density functional theory (TD-DFT) computations at the
B3LYP/cc-pVDZ™ level, as well as standard DFT calculations,
were performed (Fig. 10). The computed UV-vis spectrum
(Fig. S497) for SpiroSi reveals an intense absorption at 185 nm,
driven by an electronic transition between the HOMO (C-C =)
and the LUMO (C-C n*). Nonetheless, a minor intensity tran-
sition that could potentially induce the reverse cycloaddition
of diene from Si is computed at 176 nm, corresponding to the
excitation between the HOMO-2 (of Si-C o-character) and the
LUMO (C-C =*) (Table S1f). Unfortunately, the oscillator
strength for this transition is only 0.0002, making the process
exceedingly inefficient (Table S1f). Thus, the experimentally
employed excitation wavelength (248 nm) is likely responsible
for the low yield of photoextruded products (diene and in-
soluble solids) noted.

S ebed
g

HONIG LUMO
HOMO -2 LUMO +1

Fig. 10 Geometry optimization of Si{CH,C(Me)=C(Me)CH.,}, (SpiroSi)
in the gas phase, and the computed frontier molecular orbitals at the
B3LYP/cc-pVDZ level of theory.

This journal is © The Royal Society of Chemistry 2025
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The abovementioned computational studies on SpiroSi
alongside the experimental data from the photolysis of SpiroSi,
OligoSi, and OligoSiGe suggest that some photodeposition of
Si,Ge,-type materials could be possible via the reverse cyclo-
addition of diene. However, the formation of carbon contami-
nants during irradiation and the extremely low photodeposi-
tion reaction rate limit the applicability of this method to date.
In this context, computations on SpiroSi, along with previous
studies done by Traetteberg, as well as the experimental
irradiation assays on diene-Me, diene-"Bu, and diene-'Pr, offer
hints to overcome some of these challenges. First, the tempera-
ture at which the photolysis experiments is conducted could
be key to preventing the formation of amorphous carbon from
diene degradation. Thus, future experiments should employ a
cooling bath (ca. 0 °C) during the photolysis. Unfortunately,
our current laser set-up does not allow such temperature
control. Secondly, a higher-energy/lower wavelength UV-light
source'® is likely required to enhance the rate of Si,Ge,type
material deposition. In this regard, there are no suitable
organic solvents in the literature with a UV absorption cut-off
below 190 nm, indicating that further experiments following
our methodology would need to be attempted without solvent
(i.e., in the bulk/film state).

Conclusions

The present work introduces an alternative synthesis of cyclosi-
lapentadienes (SiH,-'Pr and SpiroSi). Dehydrocoupling oligo-
merization of SiH,-'Pr was possible to give the oligosilane
oOligoSi; co-oligomerization of SiH,-'Pr and GeH,-"Bu afforded
OligoSiGe. Efforts to photodeposit Si and Si,Ge, from SpiroSi,
OligoSi, and OligoSiGe were explored with a 248 nm laser in
THF. While evidence for the expected loss of diene was noted
(albeit in low yield), the final Si,Ge,-type products were con-
taminated with amorphous carbon. Future work will involve
monomer modification to encourage more efficient photoextu-
sion of diene from Si-containing heterocyclic precursors and
extension of this element-extrusion process to other areas of
the Periodic Table. Overall, this work represents a new chapter
in the use of inorganic polymers as precursors to bulk semi-
conducting materials under mild, non-CVD, conditions.
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