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Over the past two years, the emergence of acceptor—donor—acceptor—donor—acceptor (A—-DA'D-A)
type non-fullerene acceptors (NFAs) has contributed to the rapid development of organic solar cells
(OSCs) with power conversion efficiencies (PCEs) exceeding 18%. In this Minireview, we firstly introduce
key factors, including light absorption, energy levels, and morphology of the active layer that affect the
performance of OSCs. Then, we spotlight the A—-DA’'D-A type acceptors for high-efficiency OSCs
reported in recent times and summarize the structure—property relationship from selected examples for
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DOI: 10.1039/d0gm00305k future molecular design. We also discuss the recent progress in highly efficient ternary OSCs based on

A-DA'D-A type acceptors. Finally, we forecast several research directions for further development of
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1. Introduction

Organic solar cells (OSCs), which directly convert solar resources
into electric energy, have been widely recognized as a promising
reproducible energy technology owing to their mechanical flex-
ibility, environmental friendliness, and large-scale processability
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via cost-effective methods."” Since 1995, bulk-heterojunction
(BHJ) OSCs have achieved great progress with rapid development
in materials synthesis,®** device fabrication,'**® and theoretical
analysis."”"® As an indispensable component of the active layer,
electron acceptor materials play a significant role in the photo-
physical process, and have been dominated by fullerene deri-
vatives for a few decades.’**> Nevertheless, fullerene-based
acceptors exhibit weak light absorption, restricted chemical
structure tunability, and poor device thermal stability, leading
to inefficient device performance. To resolve these obstacles,
non-fullerene acceptors (NFAs) have emerged as a potential
alternative and have been widely investigated. The star NFA
molecule, ITIC with an electron push-pull structure, was first
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Fig. 1 Chemical structures of ITIC and Y6 and schematic diagrams of
A-D-A and A-DA’'D-A type acceptors.

reported in 2015 by Zhan et al,'” and exhibits advantages

of facile synthesis, suitable planarity, and easily tunable
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optoelectronic properties compared with fullerene-based
acceptors. As a result, a remarkable power conversion efficiency
(PCE) of 6.80% was realized for non-fullerene solar cells at
that time. The successful application of ITIC as an excellent
NFA reveals great potential of these acceptor-donor-acceptor
(A-D-A) type molecules, where the “A” and “D” units represent
the electron-withdrawing chromophore and electron-donating
aromatically fused rings, respectively (as shown in Fig. 1). Since
then, numerous NFAs have been developed and OSCs with
record PCEs surpassing 14% have been demonstrated during
the past five years.>* ¢

To further improve the efficiency of non-fullerene solar cells,
various strategies have been proposed, including ultra-narrow
bandgap (UNBG) materials,””** ternary solar cells,>*® and
tandem solar cells.’**> Recently, by strengthening the intra-
molecular electron push-pull effects, Zou’s group constructed a
novel A-DA'D-A type acceptor with UNBG, referred to as Y6.**
The expanded absorption of Y6 near 950 nm enabled remark-
ably improved current of the corresponding solar cells and
the highest PCE of 15.7% has been attained, significantly
outperforming the ITIC derivative-based counterparts. Further-
more, Y6-based OSCs show crucial benefits of low energy
loss, good device reproducibility, and satisfactory thickness
insensitivity, which are fundamental for the commercialization
of OSCs. To date, the highest PCE of Y-series acceptor-based
single-junction OSCs has reached 18% through combination
with novel polymer donors, which increases this research area
to a new stage.! In order to get a whole picture of the current
development in this field, it would be necessary to provide a
systematic review of these A-DA'D-A type acceptor-based high-
performance solar cells.

In this review, we firstly introduce several basic concepts
and key factors that govern the performance of OSCs. Second,
we record the A-DA'D-A type acceptors for high-efficiency OSCs
reported in recent years and summarize the molecular design
strategies from the state-of-the-art examples. In particular, the
correlation between the molecular structure, optoelectronic
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properties, and photovoltaic performance will be addressed. Then,
we discuss highly efficient ternary OSCs based on A-DA'D-A type
acceptors. Finally, we forecast several orientations for the further
development of OSCs toward commercialization.

2. Main factors in determining the
performance for OSCs

It is well-recognized that the working mechanism of BHJ OSCs
can be divided into five steps: (1) photon absorption and
exciton generation, (2) exciton diffusion to the donor/acceptor
interface, (3) exciton dissociation into free charge carriers,
(4) charge transport to the electrode and (5) charge collection at
the electrode.”>"® To efficiently achieve these steps and enhance
the PCE, three important factors need to be considered in terms
of light absorption, energy level, and morphology when designing
materials and fabricating devices. Generally, light absorption
affects step (1) while energy level and morphology are closely
related to step (3) and steps (2), (4) and (5), respectively.

2.1 Light absorption

During the aforesaid photophysical processes, the light harvesting
process plays a crucially important role in determining the
photocurrent. Normally, a donor and an acceptor are mixed
together into a blend to form the active layer, where the donor
with a medium bandgap mainly covers the absorption region of
450-650 nm while the narrow bandgap acceptor is responsible for
the range of 600-1000 nm, therefore fulfilling the light absorption
complementarity. As shown in Fig. 2, such combination in non-
fullerene solar cells can maximally utilize the solar irradiation,
exceeding their fullerene-based counterparts. In this context,
several effective methods have been reported to further extend
the absorption profile of the active layer, such as thickness-
increase of the active layer,*®>*” design of novel acceptor materials
with strong NIR absorption and high extinction coefficient,**™>°
introducing a third component to fabricate ternary solar cells
(detained discussion is provided in Section 3), and adding
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Fig. 2 Solar spectrum (AM 1.5G) and absorption spectra of photovoltaic
materials (PC,1BM, PM6, and Y6) with different bandgaps.
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light-trapping structures in the device.’™* It is worth noting
that simply taking the ‘absorption-photocurrent positive
correlation law” does not always ensure the aspired device
efficiency.> In particular, short-circuit current density (Jsc) of
the device not only depends on the light-harvesting ability
of the active layer, but can also be affected by the exciton
dissociation, charge transport, and extraction process deter-
mined by the micro-morphology. Meanwhile, the enhancement
of Jsc should not sacrifice the open-circuit voltage (Voc) and fill
factor (FF) in a high-performance device.

2.2 Energy levels and energy loss

In a typical binary fullerene-based OSC, the highest occupied
molecular orbital (HOMO) and lowest unoccupied molecular
orbital (LUMO) energy levels of the donor (D) and acceptor (A)
should align as depicted in Fig. 3a, in which the energy level
offsets between D and A (.e. AHOMO and ALUMO) need
to be larger than 0.3 eV to provide enough driving force to
dissociate the exciton. However, recent studies have demon-
strated that this limitation can be overcome in NFA-based
systems where the energy level offsets can be decreased to
approximately 0 ev.>*>¢

Practically, the V¢ value of OSCs is proportional to the
difference between the LUMO energy level of A and HOMO
energy level of D (i.e. [LUMO,|-|HOMOy|). Hence, the trade-off
between Jsc and Voc should be considered, especially in the
pursuit of acceptors with strong NIR absorption. Narrow-
bandgap acceptors might bring an improvement of jsc, but
would cause reduced Vo values when maintaining the same
donor due to the deeper LUMO energy level for the acceptor.

To better understand the origin of voltage loss and increase
the value of Vo in different photovoltaic devices, energy loss
(Eioss) is proposed and defined as follows according to the
Shockley-Queisser (SQ) theory:*”*®

Eloss = qVioss = E, - qVoc
S S .
= (Eg - qu%) + (q Voo — qV{)“S) +(qV5¢ — qVoc)
= gAVE + qAVES + gAV ™

= AE| + AE, + AE3
(1)

(a) (b)

- qAVsq

i qAViay qvloss
qA Vnon-rad L
Eg
qVoc
AHOMO _

Fig. 3 Schematic illustration of (a) energy levels of the donor and acceptor
and (b) various components of energy loss.
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Here, E, is the bandgap of the blend film, g refers to element
charge, and V&2 is the maximum voltage according to the SQ
limit, which can be calculated by the following formula:

KT J
s =Elm(Bese )
q Josq

(2)

—ﬂln szQEPV(E)(bAMLS(E)dE |
B q IZEQEPV(E)¢BB(E)dE

Here, EQEpy is the external quantum efficiency of the solar cell,
and ¢gg is the blackbody emission flux density. For an ideal
solar cell in SQ theory, the EQEpy is a step function which is
defined as EQEpy(E) = 1 when E > E,, EQEpy(E) = 0 when
E < E,. Thus, the final formula of the V32 is:

KT n(JOEZQbAMl.s(E)dE 1)

| | e
oc q JnEg ¢BB(E)dE

®)

Viad is the voltage when only radiative recombination exists. For

practical solar cell materials, the absorption spectrum of the

materials is not step function-like, thus, viad is reduced com-
rad

pared with V2. VES can be calculated using the following
formula:

, KT (Jscrad
Ve ==—In (— - 1)
oc q JO,rad

4)

KT (S EQBr (BN 5(E)E
q IZEQEPV(E)d)BB(E)dE

In detail, Ejos can be categorized into three parts (Fig. 3b):
(1) the first term (AE, = E; — gV = qgAVER, usually 0.25 eV
or above) is originated from the radiative recombination
because of the absorption above the optical bandgap. This part
of the energy loss is unavoidable and can be calculated once
the bandgap of the blend is determined; (2) the second part
(AE, = gV — qVEi‘g = qAVS‘S, in the range of 0.07-0.67 €V) is
caused by the additional radiative recombination stemming
from the absorption below the bandgap. Compared to silicone
and perovskite solar cells, the larger AE, in OSCs mainly
results from the charge transfer (CT) state absorption for the
existence of AHOMO and ALUMO (AE,gseq); and (3) the third
loss (AE; = gVag — AVoc = gAVAZ ™4 typically 0.26-0.48 eV) is a
result of non-radiative recombination; the non-radiative recom-
bination can be originated from the vibronic coupling, traps,

on-rad

and impurities in the actual solar cells.'® AVZ can be
calculated using the following formula:
gAVEZ ™ = _kTIn(EQEg,) (5)

EQEg;, is the light-emitting diode quantum efficiency of a
photovoltaic device when charge carriers are injected into the
OSCs in the dark. Clearly, AE; can be minimized when the
luminescence property of the device is improved, which can be
summarized as ‘“‘a great solar cell also needs to be a great light-
emitting diode” according to a previous study.>® Therefore,
decreasing the AE,gs and enhancing the EQEg, are two
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effective methods to reduce the energy loss (lower than 0.6 eV)
and hence, increase the Vo of the device.

2.3 Morphology

Since Heeger et al. proposed the BHJ structure of the
active layer in 1995,°° and morphology control came out as a
challenging yet intriguing research area for the OSC commu-
nity. Over time, various techniques and methods, including
molecular design,®"* composition adjustment of the blend,***>
processing solvents and additives,">*>®” and post-treatment
of the film'*'®®® have been applied to optimize the micro-
morphology of the blend. A favourable BH] morphology can
be described as a scenery that two components (donor and
acceptor) form a bi-continuous percolating network with high
purity and suitable phase separation with a scale of the exciton
free diffusion distance (~20 nm) and hence, promoting the
exciton dissociation and reducing the charge recombination.
Overall, domain size and continuity, domain purity, and mole-
cular stacking orientation are three key aspects to analyse the
morphology in most cases.

Generally, the domain size and continuity in the surface can
be visually depicted via atomic force microscopy (AFM) and
transmission electron microscopy (TEM), as displayed in Fig. 4a
and b. Recently, Flory-Huggins interaction parameter (y) devel-
oped from polymer physics was used to predict the miscibility
of different components (e.g. donor and acceptor) and compare
the phase separation of various blend films.®® A high y usually
stands for stronger phase separation and higher domain purity,
which is beneficial for charge generation and transport. In
addition, the domain purity can be also characterized with
resonant soft X-ray scattering (R-SoXS).

For m-conjugated materials, the highly r electron delocalized
molecular surface would give rise to inter-molecular n-n stacking
to construct the charge-transporting channels, whose direction
is largely related to the molecular orientation. Fig. 4c and d
depict two representative molecular packing modes in the
device.”® In the face-on orientation mode, the planar molecules

(a)

(c)

(d)
- £ j } Electrode

Fig. 4 (a) AFM phase image and (b) TEM image of a typical BHJ blend film.
Reproduced with permission.”* Copyright 2020, American Chemical
Society. Schematic illustrations of (c) face-on and (d) edge-on packing
mode of active layer materials. Reproduced with permission.”® Copyright
2016, American Chemical Society.
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are aligned stack by stack in parallel with the two electrodes and
form straight-forward charge-transporting channels between the
electrodes, which is desired for OSCs with a vertical device struc-
ture. In contrast, the edge-on orientation would create barriers to
vertical charge transport for OSCs. In addition, the molecular
orientation can be carefully modulated via manipulating the
molecular structure and post-treatment, which have been verified
in a couple of examples.®*”""

3. Molecular design of A-DA’'D—-A type
acceptors for OSCs

3.1 Molecular structures and packings

As illustrated in Fig. 1, compared with typical A-D-A type NFA
(e.g. ITIC), Y6 shows quite different molecular configurations,
including: (1) Y6 also possesses a highly conjugated backbone
but embedded with an electron-deficient moiety in the central
fused core. The alternating A-DA’D-A push-pull structure can
further facilitate the intra-molecular charge transfer and hence,
reduce the bandgap; (2) in Y6, a sp>-hybridized nitrogen atom is
used to replace the sp*-hybridized carbon in the fused ring,
where the lone pair electrons on the perpendicular p orbital
can effectively delocalize along the aromatic pyrrole ring. In
addition, there is only one side chain attached on each nitrogen
atom in Y6, which can reduce the steric hindrance, relative to
ITIC; and (3) due to (1) and (2), the whole molecular backbone
displays a banana-like shape with mirror symmetry property,
thereby affecting its packing behaviour and charge transport
property.

The special molecular structure of A-DA’D-A type NFAs
leads to their unique molecular packing mode. For example,
Liu et al. analysed the single crystal of Y6 and found that there
are two types of m-m stacking between adjacent molecules,
including the end group interactions and the central fused
core interactions (as shown in Fig. 5).”* In particular, the
banana-shaped molecules form a zigzag polymer-like conju-
gated backbone with end group stacking as the major driving
force. Similar experimental results were also obtained by He’s
group. They synthesized a Y-series NFA named BTIC-CF3-y
(as shown in Fig. 6) and revealed that the cooperated n-n
interactions from H aggregations of central fused cores and
J aggregations of end groups present in its single-crystal can
lead to a three-dimensional interpenetrating network, which

Side view

Main view

Fig. 5 Molecular packing sketch map of Y6 according to single crystal
data (the alkyl chains were omitted for clarity). Reproduced with
permission.”* Copyright 2020, Wiley-VCH.

This journal is © The Royal Society of Chemistry and the Chinese Chemical Society 2020

View Article Online

Review

provides more electron-hopping junctions between adjacent
molecules.”® Consequently, more ordered aggregation and higher
charge mobility can be achieved in A-DA'D-A type acceptor
based devices compared to their A-D-A structured acceptor
counterparts.

Typically, A-D-A type acceptors can be reasonably designed
and regulated through fused core variation,®*®”®®® side chain
engineering,®”°° and end group modification.'""*9178
As such, similar strategies can be also applied to design novel
A-DA'D-A type acceptors, especially the big Y family. In the
following text, we will elaborate on these molecular design
strategies with selected examples. The chemical structures of
donors and acceptors mentioned in the following are shown in
Fig. 6 and Fig. S1 (ESI%) and the detailed optoelectronic and
photovoltaic parameters are summarized in Table 1.

3.2 Fused core variation

2,1,3-Benzothiadiazole (BT) and benzotriazole (BTA) are widely
utilized electron-deficient building blocks to construct conju-
gated materials for organic light-emitting diodes,'**'** organic
field-effect transistors,'>* and organic electrochromic devices.'>*'*¢
For OSCs, they are mainly designed as D-A copolymers for
donor materials, especially the J-series donors developed by
Li et al.**”**' McCulloch and co-workers proposed several BT
and BTA based small-molecule acceptors including IDTBR"?*?
and FBR'* at an early stage. Nevertheless, the device perfor-
mance based on these small-molecule acceptors still lags
behind for a long period. In 2017, Zou’s group introduced a
BTA unit into the central core of an A-D-A structural architec-
ture for the first time and obtained a narrow-bandgap n-type
acceptor named BZIC, which is the prototype of Y-series
acceptors.”® However, the preliminary results delivered an
unsatisfactory PCE of 6.30%, far below that of A-D-A acceptors
with indacenodithiophene (IDT) and indacenodithieno[3,2-b]-
thiophene (IDTT) as the fused core (over 11%) at the same time.
Noteworthily, in early 2018, Liu et al. proposed the concept of
A-D-A’-D-A type non-fullerene electron acceptors with an
unfused D-A'-D central core for the first time."** The obtained
NFA IID-IC (see Fig. S1, ESI%) with simple synthesis, shows a
broad absorption spectrum with the full width at half maxi-
mum (FWHM) of 190 nm, much larger than the typical A-D-A
structured acceptor ITIC (95 nm). Though the device efficiency
based on IID-IC was limited (2.82%) at that time, it motivated
another class of NFAs with an unfused A-D-A’-D-A structure
for future study.”®

The breakthrough in the design of A-DA'D-A type NFAs
occurred with the discovery of Y6 by further modifying BZIC.
In Y6, the electron-deficient BT capped with more extended
n-conjugated thieno[3,2-b]thiophene (TT) constitutes a DA'D
“push-pull” fused core, endowing it with good planarity and
narrow bandgap (1.33 eV). Gratifyingly, devices based on PM6:
Y6 yielded a record PCE of 15.7% regardless of conventional or
inverted device architecture. More importantly, this system can
maintain a decent PCE of 13.6% even after increasing the active
layer thickness to 300 nm, benefiting from its high electron
mobility (see Table 1). Afterwards, Zou et al. developed two

Mater. Chem. Front., 2020, 4, 3487-3504 | 3491
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Fig. 6 Chemical structures of A-DA’'D—-A type acceptors.

other acceptors (Y1 and Y2) by replacing the BT unit with
alkyl substituted BTA while retaining the TT unit in Y6.'*
The weaker electron-deficient nature and higher fluorescence
properties of the BTA core result in wider bandgap but higher
photoluminescence quantum yield (PLQY) of these two materials
in comparison with Y6. As expected, low energy losses of 0.57 eV
and decent PCEs over 13% were achieved in both devices
comprising these acceptors with a polymer donor, PBDB-T.
Thus, the successful attempt of DA’D structure sheds light on
BT and BTA blocks in designing acceptor materials, which
initiated the development of A-DA'D-A type NFAs.

In order to decrease the molecular conformation torsion and
further promote the photovoltaic performance of BTA-based
molecules, additional alkyl chains are incorporated into the
flank of the DA'D fused core along with various end-groups,
resulting in a group of superb-performance acceptor materials
(Y9,"" Y10, Y11,"*® Y14,"%* and Y15,'” see Fig. 6). Take Y11

3492 | Mater. Chem. Front., 2020, 4, 3487-3504

for example, the fluorinated 1,1-dicyanomethylene-3-indanone
(2FIC) with stronger electron-withdrawing properties endows it
with smaller optical bandgaps (1.31 eV) and deeper energy
levels (—5.69/—3.87 eV) compared with Y1 and Y2. Notably,
the highly emissive central core and torsion-free molecular
conformation of Y11 are beneficial for mitigating the radiative
and non-radiative recombination loss. When blended with
PM6 under different processing conditions, the resulting
devices exhibit a quite low energy loss of just 0.43-0.51 eV
(AE,=0.03-0.04 eV, AE; = 0.17-0.20 eV) and a champion PCE of
16.54%, which is the record efficiency for BTA-based A-DA'D-A
structured NFAs.

Following the rational design strategy of Y6, further
modifications on the DA'D fused core can be performed from
two aspects: one is to search other electron-deficient blocks (A’)
to expand this series of acceptors with intriguing properties.
For instance, two novel acceptors, AQx-1 and AQx-2 with a

This journal is © The Royal Society of Chemistry and the Chinese Chemical Society 2020
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Table 1 Optoelectronic properties and photovoltaic parameters of A-DA’D-A type acceptor-based OSCs

Mobility
Acceptor HOMO/LUMO [eV]  Eg[ev] [107*em®V 's™']  Donor Voc[V]  Jsc[mAcm?]  FF[%] PCE[%]  Ref.
Y6 —5.65/—4.10 1.33 2.357 PM6 0.83 25.3 74.8 15.7° 43
0.82 25.2 76.1 15.7¢

BZIC —5.42/-3.88 1.45 1.11° HFQ,-T 0.84 12.67 59 6.3 99
Y1 —5.45/—3.95 1.44 3.04° PBDB-T 0.87 22.44 69.1 13.42 100
Y2 —5.43/—4.04 1.40 2.08" PBDB-T 0.82 23.56 69.4 13.40 100
Y9 —5.59/—3.78 1.36 6.70° PBDB-T 0.90 23.28 63 13.26 101
Y10 ~5.56/—3.76 1.35 4.18° J11 0.89 21.21 71.55 13.46 102
Y11 —5.69/—3.87 1.31 — PM6 0.833 26.74 74.33 16.54 103
Y14 —5.56/—4.01 1.30 1.00” PBDB-T 0.798 26.15 71.48 14.92 104
Y15 —5.56/—3.96 1.30 5.22° PM6 0.867 23.79 68.49 14.13 105
AQx-1 —5.59/—3.85 1.35 3.72° PM6 0.89 22.18 67.14 13.31 106
AQx-2 —5.62/—3.88 1.35 2.89” PM6 0.86 25.38 76.25 16.64 106
BTPT-4F ~5.73/—4.00 1.45 — P2F-EHp  0.78 3.20 43.78 1.09 107
X94FIC ~5.58/—4.17 1.25 6.10° PBDB-T 0.73 14.67 66.1 7.08 108
X9IC —5.53/—4.06 1.29 6.18" PBDB-T 0.86 11.40 63.9 6.29 108
X9Rd ~5.51/—3.80 1.45 6.58" PBDB-T 1.08 6.70 34.1 2.48 108
X9T4FIC —5.51/—4.10 1.29 5.16” PBDB-T 0.85 7.01 54.1 3.22 108
N3 — — 4.8 PM6 0.837 25.81 73.9 15.98 109
N4 — — 1.4° PM6 0.819 25.01 69.9 14.31 109
NC-11 — — 1.1° PM6 0.852 21.47 70.6 12.91 109
BTP-4F-12 —5.68/—4.06 1.33 7.4° PM6 0.855 25.3 76 16.4 110
BTP-4Cl-8 —5.67/—4.11 1.406 0.286" PM6 0.872 25.2 74.3 16.3 111
BTP-4Cl-12 —5.66/—4.09 1.391 0.292” PM6 0.858 25.6 77.6 17.0 111
BTP-4Cl-16 —5.68/—4.09 1.399 0.310" PM6 0.862 24.2 74.8 15.6 111
BTP-eC7 —5.62/—4.03 1.40 1.28° PM6 0.843 24.1 73.5 14.9 112
BTP-eC9 —5.64/—4.05 1.40 2.70° PM6 0.839 26.2 81.1 17.8 112
Y5 —5.55/—3.87 1.38 2.11¢ PBDB-T 0.88 22.8 70.2 14.1 113
Y1-4F(Y3) —5.56/—4.11 1.31 3.01° PM6 0.838 24.80 71.21 14.8 114
BTP-4Cl

(BTP-4Cl-8) ~5.68/—4.12 1.400 1.58” PM6 0.867 25.4 75.0 16.5 115
BTIC-4Br —5.57/—4.11 — 0.23% 0.11° PM6 0.85 20.67 69.58 12.20 116
BTIC-BO-4Br  —5.53/—4.09 — 0.81%, 0.45” PM6 0.86 24.06 67.84 14.03 116
BTIC-2Br-m —5.56/—4.07 — 2.9, 1.1 PM6 0.88 25.03 73.13 16.11 116
BTIC-F-m —5.42/—3.90 1.36 6.7 PM6 0.92 21.41 69.09 13.61 75
BTIC-Cl-m —5.42/-3.91 1.34 3.8 PM6 0.88 21.35 69.70 13.16 75
BTIC-CF5-m —5.45/—3.97 1.31 0.66" PM6 0.85 24.89 72.32 15.30 75
BTIC-CF5-y —5.45/—3.96 1.30 4.5 PM6 0.85 25.19 72.82 15.59 75
BTTPC —5.47/-3.78 1.39 5.34° PBDB-T 0.89 22.25 73 14.51 117
BTTPC-Br —5.54/—3.88 1.37 6.58° PBDB-T 0.86 24.71 71 15.22 117
BTTT-2Cl —5.61/—3.98 1.36 20.7° PM6 0.904 24.58 67.90 15.10 118
Y16 —5.25/—3.66 — 5.02° PBDB-T 0.914 21.33 66.69 13.00 119
BTP-M —5.48/—3.81 1.42 5.2° PM6 0.975 8.43 51.80 4.26 120
BP-4F —5.68/—3.88 — 0.325” PM7 0.880 21.73 76.46 14.62 121

“ Pristine film: the electron mobility was measured by a space charge limited current (SCLC) method. ? Blend film: the electron mobility was
estimated by an SCLC method. ¢ Measured from the conventional device. ¢ Measured from the inverted device.

quinoxaline-containing fused core were reported by Zhu et al.*%

In comparison with Y6, both of them possess broader bandgaps
and up-shifted energy levels, which is derived from the relatively
moderate electron-deficient quinoxaline block. In particular,
AQx-2 presents strong intermolecular packing and good charge
transport properties owing to the quinoidal effect as well as the
reduced phase separation morphology of the blend, leading to
an outstanding efficiency of 16.64%.

On the other hand, considering the complicated synthesis of
alkyl substituted TT (D), developing alternative units with low
cost and comparable properties turns out to be an impending
task. In one study, Huang et al. synthesized a relatively simple
A-DA'D-A type acceptor BTPT-4F based on BT and thiophene
units.'”” Unfortunately, the efficiency of the P2F-EHp:BTPT-4F
device is rather low compared with the Y6-based blend (1.06%
versus 16.02%), which can be ascribed to the inferior molecular

This journal is © The Royal Society of Chemistry and the Chinese Chemical Society 2020

packing property (mainly edge-on-orientated packing) of the
BTPT-4F-based blend film according to the grazing-incidence
wide-angle X-ray scattering (GIWAXS) results. In another case,
Ge et al. introduced benzodithophene (BDT) into the A-DA'D-A
molecular template and synthesized four new acceptors with
different end-groups.’®® Thanks to the good symmetry, highly
delocalized n-conjugation, and excellent planarity of BDT, these
molecules exhibit high electron mobility and ultra-narrow
bandgap, and among them, X94FIC blended with PBDB-T
displays a photo-response to 1000 nm, leading to a high Jsc
of 14.67 mA cm 2 and a champion PCE of 7.08%.

3.3 Side chain engineering

In addition to the central DA'D core, side chains are essential
moieties in determining the solubility and crystallinity of NFAs.
In comparison with the ITIC-type molecules with four identical
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chains in a C2 symmetric manner, Y6 possesses two types of
side chains in the molecular structure, including two branched
alkyl chains on the sp> hybridized nitrogen atoms and two
straight alkyl chains on the TT unit. The entirely different
alignment and arrangement of the side chains motivated
researchers to investigate the side chain effect of this new
series of acceptors. For example, Yan et al. elaborately designed
a class of Y6 derivatives, called N3, N4, and N-C11 with alkyl
chains of different size, orientation, and branching position
(Fig. 6), to study the effect on molecular aggregation behaviours
and electronic properties.' Intriguingly, N-C11, which is simply
designed by swapping the position of 2-ethylhexyl (2-EH) and
n-undecyl in Y6, showed decreased solubility and large over-
aggregated domains in the blend film, leading to a reduced PCE
of 12.91%. In contrast, the other two acceptors, especially
N3 achieved a balance of good solubility, proper crystallinity,
and pronounced face-on stacking orientation and thus, an
enhanced efficiency approaching 16% was obtained in the
PM6:N3 based device. Overall, these results demonstrated that
the alkyl chains with a branched structure attached on the
central pyrrole motif play a crucial role in solution processa-
bility and charge transport.

Virtually, Y6 is subjected to relatively poor solubility in most
common organic solvents and usually processed by chloroform
(CF) with high toxicity, which hinders its application from
scalable production. To address this shortcoming, several
efforts have been devoted. In a representative study, Ge and
co-workers developed an A-DA’D-A type acceptor, BTP-4F-12 by
carefully increasing the alkyl chains (attached on the central
nitrogen atoms) from 2-EH to 2-butyloctyl (2-BO) with almost
the same HOMO/LUMO energy levels (—5.68/—4.06 eV) and
optical bandgap (1.33 eV) as Y6, whereas the charge transport
property was improved due to the enhanced ordering.'*’
Furthermore, the enhanced solubility of this newly developed
acceptor rendered high-performance solar cells processed with
various eco-compatible solvents (THF, o-xylene, and 1,2,4-TMB)
that yielded a maximum PCE of 16.1% by using T1 as the donor
and THF as the solvent. Later, Hou’s group designed and
synthesized a series of chlorinated acceptors, namely BTP-4Cl-8,
BTP-4Cl-12, and BTP-4Cl-16, with extended alkyl chains from 2-EH,
to 2-BO, and to 2-hexyldecyl (2-HD). They found that BTP-4Cl-12
based OSCs realized a champion PCE of 17% when pairing
with PM6, owing to its balanced aggregation characteristics
and solution processability."*" It should be pointed out that
side-chain engineering has limited impact on the optical band-
gap and energy levels of these new acceptors, which have been
verified in another similar work.'*> Most recently, the same
group developed two other small-molecule acceptors, BTP-eC7
and BTP-eC9 by modifying the straight alkyl chains on the TT
unit and boosted the device efficiency to nearly 18%, which is
the highest value for single-junction OSCs to date.'*

3.4 End group modification

Among the pool of strategies for molecular modification, end
group adjustment has been identified as one of the most
common routes due to its good synthetic accessibility and
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efficient structure-property tunability. Specifically, for Y6 type
acceptors, the end groups serve as electron-withdrawing units
to strengthen intra-molecular charge transfer and thus reduce
the bandgap, but also regulate the energy levels (especially the
LUMO energy level) as well as affect the inter-molecular inter-
actions for charge separation and transport.

Y5, composed of a fused ring core (TPBT) identical to Y6 and
two non-halogenated end groups, 1,1-dicyanomethylene-3-
indanone (INCN), was reported by Zou et al. soon after the
demonstration of Y6."'* Because of the weaker electron-
withdrawing ability of INCN, Y5 displayed increased HOMO/
LUMO energy levels (—5.55/—3.87 eV) and blue-shifted absorption
compared to Y6 and an impressive overall efficiency of 14.1% was
achieved when blended with a non-halogenated donor, PBDB-T.
After that, the same group synthesized a fluorinated small mole-
cule, Y1-4F (Y3) and selected three other materials, Y1, PBDB-T,
and PBDB-TF (PM6) to systematically investigate the fluorination
effect on energy level alignment and microstructural morphology
for Y-series acceptors."'* Encouragingly, their study provided a
guideline that highly efficient OSCs can be achieved by applying
both fluorinated or both non-fluorinated donor/acceptor pairs
due to well-matched energy levels and miscibility in their respec-
tive systems.

Inspired by the success of IT-4Cl, Hou et al. conducted
chlorination on Y6 via simply manipulating the halogen atoms
of the end groups and obtained a new acceptor, BTP-4Cl with
downshifted LUMO energy level (ca. 100 meV) and redshifted
optical absorption (ca. 20 nm) in comparison with Y6."*> By
virtue of broader light absorption along with reduced energy loss,
BTP-4Cl based devices manifested an improved Vo of 0.867 V and
Jsc of 25.4 mA cm ™2 compared to Y6, resulting in an increased PCE
of 16.5%. After the modifications of Y-series acceptors via fluorina-
tion and chlorination, He’s group implemented bromination to
further promote the halogen-substituted strategy in OSCs."'® Three
new acceptors with brominated terminal units, designated as
BTIC-4Br, BTIC-BO-4Br, and BTIC-2Br-m, were designed and
synthesized, among which BTIC-2Br-m-based OSCs exhibited
the highest PCE of 16.11% with superior Voc, Jsc, and FF,
resulting from its up-shifted LUMO, complementary and strong
absorption, balanced electron/hole mobility, and optimized
morphology as evidenced by a series of characterizations.
Subsequently, to obtain ultra-narrow bandgap A-DA'D-A type
acceptors with extended NIR absorption for further efficiency
enhancement, the same group applied a trifluoromethylation
approach and synthesized two -CF; substituted NFAs with
bandgaps of only 1.30 eV yet well-matched energy levels with
wide-bandgap donor, PM6.”> Furthermore, the single-crystal results
demonstrated that BTIC-CF;-y possesses a three-dimensional
interpenetrating network with increased -electron-hopping
sites, which is beneficial for the charge transport. As a result,
PM6: BTIC-CF;-y OSCs achieved a dramatic PCE of 15.59% with
higher Jsc and FF compared to its counterparts, BTIC-F-m,
BTIC-Cl-m, and BTIC-CF5-m.

In addition to the modifications by direct-halogenation on
the typical terminal group, INCN, constructing novel terminal
groups is an alternative strategy to enrich the A-DA'D-A type

This journal is © The Royal Society of Chemistry and the Chinese Chemical Society 2020
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NFAs. For instance, Chen et al. developed two new end groups,
namely TPC and TPC-Br by extending the conjugation with
thiophene and bromine moieties."’” The obtained molecules,
BTTPC and BTTPC-Br exhibited small HOMO offsets (0.09 eV
and 0.16 eV) in combination with PBDB-T, which is responsible
for faster hole transfer feature than that of Y5. Consequently,
OSCs based on BTTPC and BTTPC-Br reached impressive
efficiencies of 14.51% and 15.22%, respectively, exceeding the
INCN end-capped Y5 based device (13.78%). Meanwhile, Min
et al. reported a NFA, called BTTT-2Cl based on a thiophene
and chlorine embedded terminal group, which showed com-
parable absorption and energy levels with Y6."'* When com-
bined with PM6, a decent PCE of 13.80% was demonstrated.
After introducing 1.0 wt% PZ1 as the additive, the device
performance was further improved to 15.10% because of the
enhanced molecular ordering and stacking. Remarkably, the
trace amount of PZ1 acting as an anchor at the D/A interface
could fix the blend microstructure, contributing to its marvelous
device thermal stability (retaining 88% of its original efficiency
after heating at 150 °C for 800 h). These achievements confirmed
that end-group modification is an effective approach to obtain
advanced acceptor materials for high-performance OSCs.

4. High-performance ternary OSCs
based on A-DA’'D—-A type acceptors

Since the breakthrough in non-fullerene OSCs obtained by
PM6:Y6, this combination has become an ideal candidate for
further investigation including interface optimization,'*®"*’
photophysical process study,'®'*® and device fabrication tech-
nology innovation.”* Among them, the strategy of ternary
organic solar cells (TOSCs) by introducing a third component
(either a donor or an acceptor) into the active layer, has been
demonstrated to be a convenient and effective approach to
further boosting the efficiency of binary devices, which can
integrate the advantages of existing photovoltaic materials and
avoid the complicated process of new material synthesis.

Fig. 7 illustrates three fundamental mechanisms in TOSCs,
including charge transfer (CT), energy transfer (ET), and parallel-
linkage (PL). For the CT mechanism, the third component with
intermediate energy levels functions as a step of the transport
pathway at the host D/A interface, which is beneficial for the
charge dissociation and transfer process. This is quite common
in the cases of donor:acceptor:fullerene TOSCs with enhanced
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Fig. 7 Three fundamentally different mechanisms of ternary organic
solar cells: (i) charge transfer, (ii) energy transfer, and (iii) parallel-linkage.
Reproduced with permission.° Copyright 2013, American Chemical
Society.
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Jsc. Differently, in the ET mechanism dominated cases, the third
component does not directly participate in the charge generation
process but serves as a sunlight absorber to transfer the energy
to the host photovoltaic materials through Forster or Dexter
energy transfer. The extra charge carriers dissociated from the
additional excitons result in a broadened external quantum
efficiency (EQE) spectrum and increased Jsc. Unlike CT or ET,
the PL mechanism (also known as alloyed model) mainly
affects the Vo of the photovoltaic device. In this scenario,
the additional component possesses a good miscibility and
compatibility with one of the host materials (donor or acceptor)
and forms an alloy-like phase with averaged energy levels,
leading to a varying Voc value scalable with the blend ratio.
This strategy has been applied to increase the V¢ by incorpor-
ating a rationally designed third component. It is worth
mentioning that there may exist two different mechanisms in
one TOSC. Besides, adopting small molecule acceptors as the
third component of TOSCs has been a common choice in
recent years owing to their great diversity, excellent device
repeatability, and extensive light harvesting. In the following,
we will discuss the reported examples from the aspects of
fullerene- and non-fullerene-based TOSCs according to the
variety of second acceptor; the relevant photovoltaic parameters
and mechanisms are summarized in Table 2.

As a classic variety of electron acceptors, fullerene deriva-
tives represented by PCBM ([6,6]-phenyl-C60-/C70-butyric
acid methyl ester) exhibit strong electron affinity, isotropic
charge transport, and high electron mobility in blend films
due to their spherical fully conjugated structure. Moreover, they
are popular for their good film-forming property, appropriate
molecular energy levels, and characteristic absorption in the
region of 300-500 nm. These features render PCBM a promis-
ing acceptor additive to be utilized in a ternary strategy. In a
representative study, Zhan et al. systematically investigated the
ternary approach with PCBM as the third component in a
couple of systems, including PM6:Y6, PM7:Y6, PM6:IT-4F,
and PM7:IT-4F; their chemical structures and optoelectronic
properties are displayed in Fig. 8a-c.'*® The preliminary results
in IT-4F systems indicated that in comparison with PCs;BM,
the introduction of PC,;BM obviously enhances the jsc with a
simultaneous improvement in FF (see Table 2), which can be
ascribed to its broader and stronger light harvesting capability.
Then they selected PC,;BM as the acceptor additive to fabricate
PM6:Y6 and PM7:Y6 based TOSCs and found that V¢, Jsc, and
FF were all improved at the same time compared to the binary
device, yielding decent PCEs of 16.7% and 16.2% in PM6 and
PM7 ternary devices, respectively. Further characterization
demonstrated that the usage of PCBM helps the host photo-
active layer reduce the monomolecular loss, enlarges the
sunlight absorption range, and improves the charge transport.
These findings are also verified by Ge’s group. In particular,
they emphasized on the absorption and morphology variation
in the PM6:Y6 blend device upon the addition of PC,;BM.'*!
From the UV-vis absorption spectra of the PM6:Y6:PC,,BM
blend film, it is evident that the maximum absorption peak
of Y6 exhibits red shift with an increase in PC,;BM ratio,
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Table 2 Photovoltaic parameters of ternary OSCs based on A-DA’'D—-A type acceptors

Binary blend (D:A) Voc [V] Jsc [mA cm?] FF [%] PCE [%] Third component Voc [V] Jsc [mA cm?] FF[%] PCE [%] Mechanism Ref.
ry P

PM6:IT-4F 0.835 20.6 75.9 13.1 PC4:BM 0.861 20.8 76.7 13.8 PL 140
PM6:IT-4F 0.835 20.6 75.9 13.1 PC,BM 0.859 21.2 76.7 14.0 ET&PL 140
PM7:IT-4F 0.852 20.5 76.8 13.4 PC¢BM 0.875 20.7 77.2 14.0 PL 140
PM7:IT-4F 0.852 20.5 76.8 13.4 PC,BM 0.872 21.2 77.3 14.3 ET&PL 140
PM6:Y6 0.848 24.5 74.6 15.5 PC,;;BM 0.861 25.1 77.2 16.7 ET&PL 140
PM7:Y6 0.875 24.2 72.8 15.4 PC,;BM 0.884 24.6 74.6 16.2 ET&PL 140
PM6:Y6 0.845 24.89 74.37  15.75 PC,BM 0.850 25.70 76.35 16.67 ET&PL 141
PM6:Y6 0.834 24.8 74.1 15.3 PC¢BM 0.845 25.4 77.0 16.5 PL 142
PM6:N3 0.837 25.81 73.9 15.98 PC,;BM 0.850 25.71 76.6 16.74 — 109
PM6:Y6 0.844 24.67 74.96  15.61 BTP-M 0.875 26.56 73.46  17.03 PL 120
PM6:Y6 0.84 25.6 74.0 16.0 3TP3T-4F 0.85 26.10 75.4 16.7 ET&PL 143
PM6:Y6 0.84 25.6 74.0 16.0 3TP3T-IC 0.86 25.2 71.6 15.6 — 143
PM6:Y6 0.84 24.78 75.59  15.69 BTIC-CF3-y 0.82 26.34 76.62  16.50 — 75

PM6:Y6 0.83 25.10 73 15.2 O-IDTBR 0.85 25.75 76 16.6 CT&PL 144
PM6:Y6 0.857 25.05 71.95 15.45 IDIC 0.868 25.39 74.92  16.51 ET&PL 145
PM7:BP-4F 0.880 21.73 76.46  14.62 MF1 0.891 22.02 78.05 15.31 ET&PL 121
PBDB-T:Y1 0.88 20.4 69.6 12.5 ITCC 0.91 21.4 67.3 13.1 ET 146
PBDB-T:Y16 0.914 21.33 66.69  13.00 MelC1 0.909 22.76 68.22  14.11 ET&PL 119
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Fig. 8 (a) Chemical structures, (b) energy levels, and (c) normalized UV-vis absorption spectra of the polymer donors, PM6 and PM7, non-fullerene small-
molecule acceptors, IT-4F and Y6, and fullerene additives, PCg:BM and PC5BM. Reproduced with permission.2*® Copyright 2019, The Royal Society of
Chemistry. (d) Normalized UV-vis spectra, (€) GIWAXS images, and (f) GIWAXS intensity profiles of PM6:Y6:PC7,BM ternary films with different blending
ratios. Reproduced with permission.*** Copyright 2019, Wiley-VCH. (g) EQEg, and non-radiative recombination loss and (h) device parameters, including
Voc, Jsc. FF, and PCE of PM6:Y6:PCe,BM devices containing different PCg,BM weight ratios. Reproduced with permission.142 Copyright 2019, Wiley-VCH.

indicating the energy transfer from PC,;BM to Y6. In the the (010) peak of Y6 and (100) peak of PM6 according to the
meantime, the introduction of PC,;BM can improve the coherent GIWAXS results (Fig. 8e and f). In other words, it increases the
length in the out-of-plane (OOP) direction while maintaining intermolecular interactions and thus, induces better charge
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transport properties. These changes made by PC,;BM concurrently
facilitate the enhancement of Jsc and FF, thereby increasing the
PCE from 15.75% to 16.67%. In another study, Hou et al. fabri-
cated PM6:Y6:PCy;BM ternary devices and investigated the energy
loss effect caused by PCs;BM.'** As illustrated in Fig. 8¢ and h,
PCs;BM can effectively enhance the EQEg, of the blend film and it
reaches a local minimum non-radiative recombination loss at the
PCq;BM weight ratio of around 20% with synchronous Jsc and FF,
contributing to an optimum efficiency of 16.5%.

Compared with PCBM, NFAs show stronger light absorption,
better miscibility with the host acceptor, and greater device
stability when applied in fullerene-free ternary devices. In
addition, the tailorable structure with tunable optoelectronic
properties of non-fullerene small-molecule acceptors provides
a wide range of options for their application in ternary
devices involving the above-mentioned mechanisms. Herein,
we discuss one representative example for each mechanism to
understand their usage in TOSCs.

(1) Guided by the CT model, Baran and co-workers incorpo-
rated O-IDTBR (Fig. S1, ESI#) into the PM6:Y6 binary device
as the third component, forming a cascade energy level
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alignment, as shown in Fig. 9a."** The charge carrier mobility
of the device (measured by photo-CELIV method) could be
enhanced from 8.5 x 107* to 1.2 x 10 % em®> V' 5" upon
addition of 15% O-IDTBR. Meanwhile, the trap-assisted recom-
bination loss was reduced after the introduction of O-IDTBR,
which was evidenced by Vo versus light intensity (P;,) char-
acteristics and transient photocurrent (TPC) measurements
(Fig. 9b and c). As a result, a remarkable PCE of 16.6% was
achieved for the PM6:Y6:3TP3T-4F based TOSCs.

(2) In the case of the ET mechanism dominated example, an
A-D-A type small molecule, MF1 (Fig. S1, ESI}) was employed
as the energy transfer agent in the PM7 (PBDB-T-2Cl): BP-4F
binary system, whose optical bandgap and absorption spectra
lie within the donor and the host acceptor.'*! The overlap
between the photoluminescence (PL) spectrum of MF1 and
the absorption spectrum of BP-4F (Fig. 9e) also confirmed the
efficient energy transfer from MF1 to BP-4F. Besides, the addi-
tion of MF1 increased the EQE for the range of 650-750 nm
compared to the binary one (Fig. 9f). Consequently, the overall
device efficiency was improved to 15.31% from 14.62%, resulting
from an enhanced Jgc.
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Fig. 9 (a) Energy level diagram of PM6, Y6, and O-IDTBR. (b) Voc versus light intensity characteristics and (c) transient photocurrent (TPC) based on
optimized binary and ternary OSCs. Reproduced with permission.**® Copyright 2020, American Chemical Society. (d) Normalized absorption spectra of
neat films of PBDB-T-2Cl, MF1, and BP-4F. (e) PL spectrum of neat MF1 film and absorption spectrum of neat BP-4F film. (f) EQE spectra of all OSCs
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(3) Chen et al. elaborately designed and synthesized a new
A-DA'D-A type acceptor, named BTP-M (see Fig. S1, ESI) as the
third component for the binary blend consisting of PM6 and
Y6."2° Due to the high structure similarity between BTP-M and
Y6, these two materials can mix well with each other and form
an alloy-like phase. Moreover, thanks to the higher energy
levels of BTP-M, this alloy-like composite shows increased
LUMO compared to Y6, which can alleviate the energy loss
and thus improve the Vo owing to the decreased LUMO offset
between PM6 and the composite. Moreover, the introduction of
BTP-M with lower crystallinity and weaker intermolecular inter-
actions can effectively remedy the over-aggregation behaviour of
Y6 and optimize the morphological domain size (see Fig. 9g-j),
which is responsible for the enhanced jsc. Consequently, a
remarkable PCE of 17.03% was obtained for the ternary device,
which is one of the best reported PCEs achieved by single-
junction fullerene-free OSCs.

Throughout the overview of TOSCs based on A-DA'D-A type
acceptors, the ternary strategy can significantly enhance the
value of one or more photovoltaic parameters without obviously
sacrificing the residual ones and thereby achieves an increased
efficiency. Further investigations and more efforts are desired
to keep this research field prosperous and thriving.

Conclusions

In the last two years, A-DA'D-A structured NFAs represented by
Y6 have emerged as a new and fascinating class of acceptors to
realize OSCs with record efficiency. In this article, we offered an
overview of Y6 and its derivatives, from the aspects of key
factors in determining device performance, molecular design
strategies, and efficiency improvement by means of ternary
solar cells. Specifically, the enhanced electron push-pull struc-
ture and highly emissive fused central core of these novel
materials endow the active layer with strong near-infrared light
absorption and low energy loss, concurrently leading to high
Jsc, Voo, and hence, achieving a benchmark PCE of over 16%.
Periodical achievements demonstrate that Y-series NFAs have
broken up the dominating role of classical A-D-A type ITIC-
derivatives in the field of OSCs and came out as promising
candidates for future industrialization.

To promote the commercial applications of OSCs, several
crucial issues and research areas are desired for further inves-
tigation. We spotlight some of the future research directions in
the following: (1) synthesis of new NFAs with an A-DA'D-A
structure. As the last generation star molecule, ITIC showed a
moderate device performance (PCE = 6.80%) in the beginning,
whereas it realized a prominent efficiency of over 14% after
years of molecular structure optimization. Analogously, Y6 is
currently at the nascent stage presently and hence, further
developing this new category of NFAs with intriguing properties
to improve the efficiency is imperative and anticipated, in
consideration of their good structure tunability. (2) To design
and synthesize novel donor materials for combination with
A-DA'D-A type NFAs. Currently, most of the highly efficient
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OSCs are achieved by copolymer donors based on BDT and
benzo-[1,2-c:4,5-¢'|dithiophene-4,8-dione (BDD), such as PBDB-T,
PBDB-T-2F (PM6), and PBDB-T-2Cl (PM7), which have been
extensively utilized in the ITIC derivatives system for a long
period. Therefore, in addition to the design of new acceptors,
developing new donors with deeper HOMO and appropriate
crystallinity and miscibility in the blend is another potential
method to synergistically promote the performance of OSCs.
Inspiringly, several research groups have paid attention to this
field and achieved gratifying progress, represented by Pt10,"*
$1,'*® D16,"*° and D18.** (3) Fabricating ternary and tandem
OSCs based on A-DA'D-A type NFAs to further boost the photo-
voltaic performance since the record efficiency of binary single-
junction OSCs has been up to 18%. (4) Further exploring the
potential of large-area manufacturing of OSCs with decent
efficiency and high yield. The key is to develop air- and
thickness-insensitive and post-treatment-free photovoltaic layer
materials, eco-friendly processing solvents, compatible and flexible
substrates, and ink-jet printing techniques. (5) Enhancing the
device stability of new-generation NFAs. In view of the extended
and conjugated aromatic fused ring features of Y-series molecules,
they are susceptible to the photochemical degradation induced by
UV-light, heat, moisture, and oxygen in the surroundings. Thus,
photochemical stability and fixed morphological micro-structure
are preferable characteristics for the active layer blend along with
advanced device-packaging techniques, which can meet the
requirements of long-term operation in OSC applications.
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