
Biomaterials
 Science

rsc.li/biomaterials-science

Volume 13
Number 15
7 August 2025
Pages 3995-4294

ISSN 2047-4849

  PAPER   
 Yogesh B. Dalvi, Mukesh Dhanka  et al.  
 Engineering a bacterial polysaccharide-based 
metal–organic framework-enhanced bioactive 
3D hydrogel for accelerated full-thickness 
wound healing 



Biomaterials
Science

PAPER

Cite this: Biomater. Sci., 2025, 13,
4107

Received 25th January 2025,
Accepted 28th April 2025

DOI: 10.1039/d5bm00133a

rsc.li/biomaterials-science

Engineering a bacterial polysaccharide-based
metal–organic framework-enhanced bioactive
3D hydrogel for accelerated full-thickness wound
healing†

Aniruddha Dan,‡a Ankita Panigrahi,‡e Hemant Singh,‡a,b,c Varsha Murali,e

Manisha Meena,a Prateek Goyel,d Laxmanan Karthikeyan,a Superb K. Misra, d

Nibu Varghese,e Sharlene Sara Babu,f Yogesh B. Dalvi *e and Mukesh Dhanka *a

Hydrogels offer numerous advantages in wound healing, making them a promising alternative to tra-

ditional wound dressings. Their biocompatibility and high water content closely resemble natural biologi-

cal tissues, creating a moist environment that accelerates cell proliferation and tissue repair. Hydrogels

maintain optimal hydration levels, preventing wound desiccation and promoting faster healing.

Furthermore, their ability to incorporate and deliver therapeutic agents such as antibiotics, anti-inflamma-

tory drugs, or growth factors provides a multifunctional platform for enhanced wound care. Despite these

advantages, current clinical wound-dressing materials often fall short in addressing the complexities of

wound healing. Hydrogels, with their customizable properties and potential for integration with emerging

technologies, represent a significant opportunity to overcome these limitations and improve clinical out-

comes in wound management. Herein, we developed a multi-functional Cu-MOF and tannic acid-

enriched polymeric hydrogel dressing composed of gellan-gum/zein for full-thickness wound repair. The

physical interactions, including electrostatic interaction and hydrogen bonding between the hydrogel

components, form a stable hydrogel matrix. The hydrogel exhibits antioxidant properties and antibacterial

activity, and is hemocompatible and biocompatible against L929 fibroblast cells. Furthermore, the fabri-

cated hydrogel dressing improvised a full-thickness wound-healing process in rats. Only 1.6% of the

wound area was remaining in the case of GG-Z-TA/M1-treated full-thickness wounds in rats.

Histopathology images suggest the Cu-MOF-loaded hydrogels aided in extensive re-epithelialization,

neovascularization, and hair follicle formation to accelerate the wound-healing process.

1. Introduction

Wound healing is a highly dynamic and critical process that
restores and heals damaged skin and tissues.1,2 It involves
granulation at the wound site through coordinated movement
of immune cells, fibroblast cells, collagen, and proteoglycans
and the formation of new blood vessels resulting in tissue res-
toration. Wounds are majorly classified into acute and chronic
wounds. The acute wound heals through natural, normal
stages of tissue repair, whereas chronic wounds persist for
longer periods of time that often lead to physical and emotion-
al distress.3,4 It is estimated that by 2026, around 20 to
60 million people will have chronic wounds, costing millions
of dollars annually.5 Chronic wounds reduce the regenerative
capacity of the skin, which accelerates the growth of opportu-
nistic bacteria, causing the formation of non-healable wounds,
and, in many cases, limb amputation is recommended to save
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the life of the patient.6 Therefore, developing a wound-dres-
sing material that can overcome the limitations of existing con-
ventional dressing methods is very much needed.7,8

Hydrogels are considered ideal wound-dressing candi-
dates as they are biocompatible, non-sensitizing, provide
moisture for cell proliferation, retain water up to 90%,
and have good mechanical strength.9–12 Gellan gum
(GG), an extracellular linear polysaccharide produced by
Sphingomonas elodea through fermentation, is a water-
soluble anionic polymer that interacts with cations or posi-
tively charged polymers via carboxyl bonds.13–17 This bio-
polymer has various applications as it provides several
advantages including cell proliferative capability, bio-
compatibility, antioxidant capacity, and antimicrobial
activity.18–24 Zein (Z) is a hydrophobic natural polypeptide,
derived from corn, that is biocompatible and has tissue-
engineering applications.25–29 Moreover, zein has a natural
ability to resist microbial attack, is highly stable to thermal
changes, and also provides adhesion.30–32

Tannic acid (TA), which is found naturally on the bark of
trees, is composed of five aromatic rings with dihydroxyphenyl
groups and it has numerous benefits.33–35 TA-based materials
have promising applications in biomedical fields as they are
stable and nontoxic under in vitro physiological conditions.
The hydroxyl groups of tannic acid help in coupling with
various other materials through the noncovalent interactions
of ion coordination and hydrogen bonding.36–39 Along with
these interactions, TA also demonstrates antibacterial activity,
free radical scavenging abilities, adhesiveness, which helps in
adhesion to the skin, and inhibition of proliferative anaerobic
bacteria.40–44

Metal–organic frameworks (MOFs) are porous micro/nano
structures formed through coordination bonds between in-
organic metal ions and organic ligands.45,46 Numerous
materials based on MOFs have been discovered and applied
in the fields of chemistry, energy, and biomedicine due to
their tunable chemical and physical properties.47–49 Mainly,
the design and structure of MOFs help in the creation of
novel functional biomaterials. A variety of MOFs have been
developed, namely copper (Cu2+), zinc (Zn2+), silver (Ag2+),
that have extensive antibacterial activity as well as anti-
oxidant properties.50–52 For example, copper is one of the
trace elements in the human body and has enormous func-
tionality that helps in cell proliferation and angiogenesis by
facilitating release of vascular endothelial growth factors
(VEGFs). In addition, copper helps extracellular matrix depo-
sitions by stimulating expression of several factors.53–55 But
for its in vivo use, the sustained release of copper ions is
very much essential. The issues of prolonged copper ion
release and organic ligand biocompatibility could be
resolved simultaneously by loading MOFs within biocompa-
tible polymeric hydrogels.

This study reports the fabrication of a novel Cu-MOF
and TA-loaded bio-polymeric GG and Z hydrogel through
physical crosslinking. In this study the Cu-MOF has been
encapsulated within a polymeric hydrogel of GG/Z to

provide sustained release and enhance the therapeutic
efficacy of the copper ions from Cu-MOFs thereby reducing
the cytotoxicity caused by excess copper ions. To the best of
our knowledge, there have been no reports regarding the
fabrication of hydrogels composed of GG/Z. In addition to
Cu-MOFs we have added TA as an active compound to
further improve the wound-healing potential of the compo-
site hydrogel. Tannic acid also acts as a physical crosslinker
to provide the 3D structural network of the hydrogels. The
hydrogel displayed efficient antimicrobial activity against
both Gram positive and Gram-negative bacteria but was
also biocompatible, aided cell migration in fibroblast cell
lines and promoted wound healing under in vivo conditions
through the collaborative action of both copper ions and
TA. This study strongly suggests that composite hydrogels
possess multifunctional properties and hold great potential
as wound dressings for full-thickness wound treatment
(Scheme 1).

2. Materials and methods
2.1. Materials

Cupric nitrate trihydrate (Cu(NO3)2·3H2O), phosphate-buffered
saline (PBS), Mueller Hinton agar, Muller Hinton broth, and
DMEM were supplied by HiMedia Pvt. Ltd, India. 3-[4,5-
Dimethylthiazol-2-yl]-2,5 diphenyl tetrazolium bromide (MTT)
and trimesic acid (H3BTC) were procured from Sigma Aldrich,
India. Gelrite gellan gum was supplied by SRL, Pvt. Ltd. Zein
protein (Mw: 22–24 kDa) isolated from corn, DPPH (2,2-diphe-
nyl-1-picrylhydrazyl), streptomycin sulphate, and collagenase
were procured from Tokyo Chemical Industry. Tannic acid and
calcium chloride were provided by LOBA Chemie Pvt. Ltd.
Acetic acid (99%), methanol, and ethanol were bought from
Finar. Fetal bovine serum (FBS) of US origin was supplied by
Gibco. Trypsin was bought from Invitrogen (USA). An
L929 mice fibroblast cell line was procured from NCCS, Pune,
India. All chemicals were used as received without further
purification.

2.2. Synthesis of Cu-BTC MOFs

Cu-MOFs were synthesized according to the protocol men-
tioned in previous reports.56,57 Briefly, 25 mL of 5 mM Cu
(NO3)2·3H2O and 3.5 mM H3BTC solution was prepared sep-
arately in ethanol:distilled water (1 : 1). After both the Cu
(NO3)2·3H2O and H3BTC were dissolved properly, they were
mixed and stirred for an hour. The solution was then placed
in a Teflon container and heated at 100 °C for 18 hours. The
product was washed through centrifugation in a mixture of
ultrapure water and ethanol (1 : 1) to remove any unreacted
precursors or potential guest molecules from the final
product. A vacuum oven heated to 60 °C was used to dry the
precipitate after centrifugation. The resulting blue powder
was activated by being heated at 100 °C in a vacuum for
12 hours. By expelling solvent molecules from the MOF
pores, this activation method facilitates the production of
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high-quality crystals with increased porosity and surface
area.

2.3. Fabrication of composite polymeric hydrogels

The fabrication of the Cu-MOF and TA-enriched GG/Z-based
hydrogel was achieved by physical crosslinking. Briefly, a
1.5% (w/v) aqueous solution of GG was prepared at 70 °C
with stirring at 500 rpm, while 2% (w/v) of hydrophobic
zein protein was dissolved in a 30 : 70 ethanol and water
mixture at room temperature (25 °C). Furthermore, the zein
solution was added dropwise into the dissolved GG and
stirred well until a homogeneous mixture was achieved. To
incorporate TA, 1% (w/v) aqueous solution of tannic acid
was added to the prepared mixture. The resulting hydrogel
was shaped as desired and allowed to set to form a stable
hydrogel at room temperature. To increase the crosslinking
further, the prepared hydrogel was immersed overnight in
0.2% CaCl2 solution and then washed thoroughly through
rinsing.

To prepare hydrogels containing Cu-MOFs, the same pro-
cedure was followed as described above, except that immedi-
ately sonicated Cu-MOFs were physically mixed after the
addition of tannic acid to the already prepared polymeric solu-
tion. Hydrogels containing 0.01%, 0.05%, and 0.1% of Cu-
MOFs were named as GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-TA/
M3 respectively.

2.4. Physicochemical characterization of Cu-MOFs

The morphology of the synthesized Cu-MOFs and the fabri-
cated hydrogel was characterized using field emission scan-
ning electron microscopy (JEOL, JSM-7600F, IIT-GN), while
elemental analysis was carried out by using an energy dis-
persive X-ray analysis (EDX) detector. A diluted methanolic
solution of Cu-MOFs was drop-cast on glass slides,
whereas fabricated hydrogels were lyophilized, and thin
cross-sections were chosen for FESEM. Samples of Cu-
MOFs and hydrogels were sputter-coated with gold before
FESEM imaging. The images were processed through
ImageJ software to determine pore sizes. The surface topo-
graphy of synthesized Cu-MOFs was determined using AFM
(Bruker Nano Wizard AFM). FTIR (Fourier transform infra-
red spectroscopy) analysis of MOFs and the synthesized
hydrogel was performed using a Shimadzu FTIR8400s over
the wavenumber range of 400–4000 cm−1. UV-visible spec-
troscopy (JASCO-V-750) analysis was performed to check
the ability of the MOFs to absorb or transmit light in the
ultraviolet and visible ranges of the electromagnetic
spectrum.

The porosity (P) of the fabricated hydrogel (N = 4) was deter-
mined by the liquid displacement method, as previously
explained.58 In brief, the hydrogels were inserted into a
measuring cylinder containing a known amount of ethanol
(V1). After the samples had been positioned inside the cylin-

Scheme 1 Schematic illustration of differences between the hydrogel-treated and untreated wound environments.
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der, the total volume (V2) was measured and noted. After the
samples were extracted the volume (VT) was noted. The volume
of ethanol remaining in the measuring cylinder is denoted by
V3. The porosity of the hydrogels was calculated through eqn (1):

Porosity ð%Þ ¼ V1 � V3
VT

� 100 ð1Þ

In addition, the water retention capacity was determined
using the protocol described. To check the water retention
capacity of our scaffold, the precise weight of our lyophilized
sample was measured before soaking it in PBS (Wwet) at room
temperature until it fully swelled. Then, after placing tissue
paper at the bottom of the centrifuge tube, the hydrogel
sample was centrifuged at 500 rpm for 3 min to remove excess
water, and the dry weight (Wdry) of the sample was measured.
Water retention capacity (Wr) was determined through eqn (2):

Water retention ð%Þ ¼ Wwet �Wdry

Wwet
� 100 ð2Þ

Furthermore, the swelling behavior of the fabricated hydro-
gels was assessed as a swelling percentage (S%), which indi-
cates the absorption capacity and hydrophilicity of the
samples, as previously conducted.59 The weight of the lyophi-
lized hydrogel sample (Wd) (N = 5) was measured using an elec-
tronic balance before it was dipped in PBS (phosphate-
buffered saline at pH 7.4) at room temperature. To obtain Ws,
the swollen weight was measured at regular intervals until
weight saturation is achieved and no further swelling occurs.
The swelling percentage of the hydrogel samples was calcu-
lated through eqn (3):

Swelling percentage ð%Þ ¼ Ws �Wd

Wd
� 100 ð3Þ

The in vitro degradation rate of the fabricated polymeric
hydrogels was assessed under both enzymatic and non-enzy-
matic conditions by calculating the degradation percentage. In
brief, the fully swollen hydrogel begins to degrade as increased
water content leads to its structural disintegration. The initial
weight of the fully swollen hydrogel (W0) was recorded, and the
sample was immersed in PBS of pH 7.4 at 37 °C until its com-
plete degradation, with weight measurements (Wt) taken at
regular intervals. For enzymatic degradation, 0.1% (w/v) col-
lagenase was dissolved in PBS, and the same protocol was fol-
lowed. The degradation rate (%) was measured using eqn (4):

Degradation ð%Þ ¼ W0 �Wt

W0
� 100 ð4Þ

2.5. Mechanical characterization

The mechanical strength of the fabricated hydrogels was
measured using the Universal Testing System (UTS) (Instron
3365 dual column) instrument by performing compression
tests. To perform the compression test on the hydrogel formu-
lation, the hydrogel sample (n = 3) of predetermined dimen-
sions (height: 16 mm, width: 12 mm) was placed on a circular
plate of 70 mm diameter and compressed by 80% by using

another circular plate of 70 mm diameter in parallel above it,
at a rate of 5 mm min−1. Furthermore, the compressive stress–
strain results obtained were plotted as a curve.

2.6. In vitro drug release study

Furthermore, the release behavior of copper ions and TA was
determined by calculating the concentration of bioactive
agents released, according to previous reports56 with necessary
modifications. A known amount of hydrogel sample (n = 5)
was inserted inside a dialysis bag and this was added to PBS
solution (10 mL, pH 7.4) and stirred at 37 °C for 6 days. 1 mL
of the release media was collected and replaced with an equal
volume of fresh PBS after pre-defined time intervals. The col-
lected solution was examined using a UV spectrophotometer
(Shimadzu UV 1800) at a wavelength of 280 nm for TA to deter-
mine the quantity of TA released from the hydrogel. The con-
centration of copper ions in the released media was deter-
mined through ICP-OES using a Nexion 2000B ICP-MS instru-
ment (PerkinElmer). The cumulative release (%) of TA and Cu
ions was determined through eqn (5) using a previously pre-
pared calibration curve:

Cumulative release ð%Þ ¼
released amount of therapeutic

total amount of therapeutics loaded initially
� 100

ð5Þ

2.7. In vitro free radical scavenging activity

The antioxidant properties (free radical scavenging potential)
of the gels were assessed by using a 2,2-diphenyl-1-picrylhydra-
zyl (DPPH) assay analysis. In this assay, each sample (n = 5)
was incubated for 90 minutes in the dark in 1 mL of DPPH
solution. The optical density values of DPPH solutions were
then measured at 517 nm using a UV–vis spectrophotometer
(Shimadzu UV 1800). Equal volumes of methanol and DPPH
were utilized as the blank and standard, respectively. The
DPPH scavenging capacity was computed using eqn (6):

DPPH scavenging ð%Þ ¼ ODof control� ODof sample
ODof control

� 100

ð6Þ

2.8. In vitro biocompatibility

The percentage hemolysis was used to study the in vitro blood-
cell compatibility (hemocompatibility assay) of the produced
hydrogels as mentioned in the previous literature.60 Hydrogels
were incubated in PBS for 48 hours at 37 °C. Subsequently,
goat blood from a local butcher shop was collected into an
anticoagulant tube, which was centrifuged for two minutes at
1000 rpm and then washed three times with PBS to extract the
red blood cells. The leach-out samples of the respective hydro-
gels and RBC suspension were then combined in a 1 : 1
volume ratio and stored for 60 minutes at 37 °C. PBS and de-
ionized water were used as the positive and negative controls,
respectively. Following centrifugation at 1000 rpm for
5 minutes, the absorbance of the supernatant at 540 nm was
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recorded using a UV spectrophotometer. The hemolysis per-
centage was measured using eqn (7):

Hemolysis ratio ð%Þ ¼ Asample � An
Ap � An

� �
� 100% ð7Þ

As, Ap and An are the absorbance values of RBCs incubated
with hydrogel samples, the positive control and the negative
control, respectively.

The cellular viability of the fabricated hydrogel was assessed
using the L929 (mice fibroblast) cell line in terms of analysis
using the MTT assay. The cells were cultured and maintained in
a T25 flask containing Dulbecco’s modified Eagle’s medium
(DMEM) supplemented with 10% fetal bovine serum (FBS) and
an antibiotic solution containing penicillin (100 U mL−1), strep-
tomycin (100 µg mL−1), and amphotericin B (2.5 µg mL−1). A
one-week-old confluent monolayer of L929 cells was trypsinized,
and the cells were suspended in growth medium. A 100 µL cell
suspension containing 3×104 cells/well was seeded in a 96-well
tissue culture plate. The plate was then incubated at 37 °C in a
humidified 5% CO2 incubator. For preparation of the sample,
10 mg of the lyophilized hydrogel was weighed and incubated
for 24 hours in 1 mL of DMEM at 37 °C (test by indirect
contact). The resulting sample solution was filtered through a
0.22 µm Millipore syringe filter to ensure sterility. The MTT
assay was initially performed by adding MTT dye to cells incu-
bated with gels under dark conditions for 4 hours. Then, ali-
quots were taken out, and a solubilization buffer was pipetted
to solubilize the formazan crystals. After that, the absorbance
was measured by a microplate reader at 570 nm.61 Cell viability
(%) was determined through eqn (8). Also, a live/dead assay was
performed to visualize the morphology of live/dead L929 (mice
fibroblast) cells under a fluorescence microscope (OLYMPUS
U-HGLGPS) after 24 hours of the different treatments following
the procedure as explained in earlier reports.62,64

Cell viability ð%Þ ¼ OD of sample
OD of control

� 100 ð8Þ

2.9. In vitro antibacterial efficacy

The in vitro antibacterial activity was determined using the
well-diffusion and turbidity methods against both Gram-posi-
tive (Staphylococcus aureus) and Gram-negative (Escherichia
coli) strains. For the turbidity measurements, each strain was
separately incubated in LB broth, followed by the introduction
of the gels. The samples were then incubated at 37 °C in a
shaker for 24 hours. Next, a UV–visible spectrophotometer was
used to detect the absorbance value of each solution at
625 nm. The formula below (eqn (9)) was used to determine
bacterial inhibition:

Bacterial inhibitionð%Þ ¼ Ac � As
Ac

� 100 ð9Þ

Here, Ac represents the absorbance values of the untreated
bacterial solutions, while As represents those of the sample-
treated bacterial solutions.

In the well-diffusion method, 100 µL of bacterial suspen-
sion was cultured on agar plates followed by the creation of
wells of 8 mm diameter inside the solidified agar. The hydro-
gel samples were placed in these wells. The plates were incu-
bated at 37 °C for 16 hours and the bacterial zones were
measured using vernier callipers.

2.10. In vitro anti-biofilm efficacy

The in vitro anti-biofilm potential of the fabricated hydrogel
formulations against E. coli and S. aureus was evaluated
through crystal violet (CV) assay. In brief, the hydrogels (2 mL)
were incubated with PBS (pH 7.4) for 48 hours to collect the
released materials. The leach-out of the hydrogels was incu-
bated with bacterial cells (∼1 × 106 cfu mL−1) in a 24-well plate
for 48 hours at 37 °C under static conditions. Untreated
culture media were considered as a negative control.
Streptomycin sulphate was considered a positive control.
Following incubation, biofilm formation by treated and
untreated bacterial cells was assessed using CV staining. The
OD of the bacterial culture was recorded at 590 nm using UV-
spectrophotometry. Biofilm inhibition (%) was determined
through eqn (10),

Biofilm mass ð%Þ ¼ ðODs � ODnÞ
ODn

� 100 ð10Þ

where ODs and ODn are the absorbance values of the hydro-
gel-treated bacterial culture and the untreated bacterial
culture, respectively.

2.11. In vivo wound-healing study

Four rats (Sprague–Dawley) used in this study were obtained
from the Pushpagiri Institute of Medical Sciences and
Research Centre, Tiruvalla, Kerala, India. The age of the rats
was 8–10 weeks, with a weight range of approximately
200–300 g. Until the completion of the experiment, the
animals were housed in distinct cages. Before conducting
experiments, ethical approval was obtained from the IAEC
(Institutional Animal Ethics Committee) of the PIMC&RC (602/
PO/Re/S/02/CPCSEA). All methods used in this study strictly
followed the National Institutes of Health Guidelines for the
care and use of laboratory animals. The animals were acclimat-
ized to their environment for 2 weeks, and then the wound-
healing study was performed. Intraperitoneal anesthesia (keta-
mine hydrochloride 50 mg kg−1 and xylazine 5 mg kg−1) was
administered before surgical procedures were started. The
dorsal surface of the animal was shaved using a sterile blade
and povidone-iodine was used to disinfect the dorsal area.
Biopsy punches (10 mm) were used to create full-thickness
wounds on the shaved dorsal skin of each rat, as mentioned in
earlier literature.62 The wound of one of the four animals was
treated with GG-Z-TA-M3 (Test), with GG-Z-TA (Blank) adminis-
tered to the second, with a third animal as positive control
after treatment with commercially available Silverex and the
fourth rat as negative control (treated with normal saline). The
wound of each rat was then covered with surgical tape
(Tegaderm). Macroscopic images of the wounds were captured
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on day 0, day 5, day 10, day 15, and day 20 to monitor the
wound-healing progress. Wound contraction was determined
by processing the wound images through ImageJ software. The
wound contraction (%) was determined through eqn (11):

Wound contraction ð%Þ ¼
initial wound area on day 0� wound area on day n

initial woundarea onday 0

� �
� 100

ð11Þ
The animals were sacrificed on the 21st day and tissue

samples were collected from the wound area.
Histopathological analysis was performed using hematoxylin
and eosin. Images were captured with an Olympus light micro-
scope, and these were further analyzed for different para-
meters including re-epithelialization, infiltration of inflamma-
tory cells, blood vessel formation etc.

2.12. Statistical analysis

For a small number of data groups (n = 3), non-parametric
(Kruskal–Wallis) statistical analysis was used in Origin 9 and
Microsoft Excel was used to provide quantitative findings.
However, a large number (n = 10) of data groups were sub-
jected to analysis of variance (ANOVA) and a t-test. The find-
ings were reported as means and standard deviations (SD). A
significant difference was defined as one with a probability (p)
value of <0.05.

3. Results and discussion
3.1. Physicochemical characterization of the synthesized Cu-
MOF

Cu-centred MOFs were synthesized by achieving co-ordination
between Cu ions and carboxylate groups present in the BTC
during a hydrothermal reaction, as presented in Fig. S1.† The
FT-IR spectrum (Fig. S2†) of the Cu-MOF exhibits a broad peak
between 3400 cm−1 and 2640 cm−1 due to O–H stretching. The
prominent peaks observed at 1444 cm−1 and 1647 cm−1 are
due to the asymmetric stretching of the carboxylate groups of
benzene tricarboxylate ligands. The distinctive peaks at
1369 cm−1 are produced due to the symmetric stretching of
the carboxylate group (–COOH).63 The peaks at 489 cm−1 and
729 cm−1 are observed due to the Cu–O vibration.64,65 Fig. S3†
shows the XRD spectra of the Cu-MOF. The diffraction peaks
observed at 6.6°, 9.4°, 11.5°, 13.38°, 14.5°, and 18.9° corres-
pond to the crystalline planes (200), (220), (222), (400), (331)
and (440) of the face-centred cubic crystal structure of
synthesized Cu-MOFs, in accordance with the previous
literature.57,65

The TGA plot (Fig. S4†) reveals minor weight loss
(∼20%) below 200 °C, mainly because of the evaporation of
the solvent molecules, followed by major weight loss
between 250 °C to 500 °C due to degradation of the frame-
work, confirming the formation of thermostable Cu-BTC
MOFs through coordination between Cu ions and organic
ligands (BTC). UV spectra (Fig. S5†) of synthesized Cu-

MOFs exhibit a distinct peak at 477 nm. The synthesized
Cu-MOF was investigated for shape, size, morphological
features, and elemental composition through FESEM, bio-
AFM, and EDS. The FESEM image shown in Fig. S6† and
the AFM image (Fig. S7†) exhibit the octahedral structure
of the synthesized Cu-MOF, where the edge of the octa-
hedral structure is 5–15 µm, which is consistent with
values in the reported literature.66–68 The magnified image
shown in Fig. S9† reveals that the octahedral Cu-MOF has a
porous, broad surface area, which will further enhance the
bactericidal effect.69 The EDX spectra shown in Fig. S8†
depict the atomic percentages of the elements present in
the Cu-MOF, i.e. carbon (70.8%), oxygen (20.6%), and copper
(8.6%), confirming the successful synthesis of the Cu-MOF.
Fig. S10† also shows the presence of different elements, such
as carbon, oxygen, and copper in the Cu-MOF.

3.2. Fabrication and physicochemical characterization of
hydrogels

Cu-MOFs, TA-integrated GG and Z-based physically crosslinked
hydrogels were successfully fabricated with different concen-
trations of MOFs, as depicted in Fig. 1A. The composite hydro-
gel was fabricated successfully by physically crosslinking GG
and Z, and incorporating the bioactive compounds TA and Cu-
MOF. Crosslinking was performed using calcium to increase
the mechanical strength further. Four hydrogel samples were
prepared with varying concentrations of Cu-MOFs, i.e., 0.01%
(w/v), 0.05% (w/v), and 0.1% (w/v) %, named as GG-Z-TA/M1,
GG-Z-TA/M2, and GG-Z-TA/M3, respectively, and one hydrogel
without the copper MOF, i.e., GG-Z-TA. Fig. S11† shows the
FTIR spectra of GG, zein, TA, and the fabricated hydrogels.
The FTIR spectrum of GG shows characteristic bands at
3348 cm−1 and 2926 cm−1, attributed to the vibration of –OH
and –CH2 groups. Also present are bands at 1610 cm−1 and
1413 cm−1 attributed to symmetric and asymmetric –CvO
stretching of the carboxylate anion groups70. The FTIR spec-
trum of zein reveals a band at 3299 cm−1 for the amide bond
(N–H stretching vibration). The band at 2960 cm−1 is attribu-
ted to C–H stretching vibration. The band present at
1652 cm−1 indicates the stretching vibration of amide I and
CvO. Also, the band present at 1539 cm−1 is attributed to
amide II and the C–N bond stretching vibration.71 The FTIR
spectrum of TA exhibited characteristic bands of typical poly-
phenols, including a broad band from 3000–3500 cm−1 attrib-
uted to –OH stretching, and a peak at 1709 cm−1 assigned to
the stretching vibration of –CvO groups. The characteristic
bands observed at 1607 cm−1,1529 cm−1 and 1448 cm−1 are
ascribed to benzyl stretching while the band at 758 cm−1 is
due to the scissoring vibration of trisubstituted benzene
rings.72 The GG-Z-TA FTIR spectrum shows the presence of
bands that are characteristic of GG, zein and tannic acid with
minor shifts indicating the H-bonding between all three com-
pounds. Comparing the spectra of GG-Z-TA with Cu-MOF-
loaded cryogels, the prominent difference is the presence of
characteristic bands at 1654 cm−1 and 1371 cm−1, which is
due to the stretching vibration of the –COO− of the organic
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ligand (BTC) confirming the physical loading of the Cu-MOFs
within the hydrogel.

The physical appearances of the hydrogels can be seen in
Fig. 1B. To reveal the internal morphology, the cross-section of
each hydrogel was analyzed using FESEM, as shown in Fig. 1C.
The internal microstructure reveals that the hydrogel is porous
in nature with interconnected micropores. These intercon-
nected pores will aid the hydrogel in accelerating wound
healing as these will help in retaining water, providing a moist
environment that will promote re-epithelialization. Moreover,
pores will provide a scaffold for migration and proliferation of
fibroblasts and keratinocytes,73,74 cell growth, and nutrient

and gaseous exchange. For cellular functions, morphological
features and porosity are very much essential not only to
mimic the morphology of the ECM but also to provide suitable
porosities and pore sizes for efficient cell infiltration and
enhanced transport of nutrients.

The FESEM images were analyzed using ImageJ software;
Fig. 1D reveals that the mean diameter of the pores present in
the hydrogel is 98.3 µm. There are several literature sources
stating that hydrogels having pore sizes in the range of 30 µm–

200 µm support proliferation,75 and migration of dermal fibro-
blast cells,76 while also promoting vasculature formation77 and
re-epithelialization78 ultimately leading to accelerated wound

Fig. 1 (A) Scheme showing the fabrication of Cu-BTC MOF-loaded hydrogels. (B) Macrograph of fabricated hydrogels. (C) FESEM images of fabri-
cated hydrogels. (D) Pore diameter of fabricated hydrogels. (E) Porosity (%) of fabricated hydrogels. Columns/lines and bars represent the mean and
standard deviation, respectively, whereas ***p < 0.0005 signifies the statistical difference.
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healing.79,80 So, the pore size of the fabricated hydrogel is suit-
able for efficient wound healing. The porosity (%) of the fabri-
cated hydrogel was analyzed using the liquid displacement
method; the porosity (%) for the fabricated hydrogel formu-
lations are 91.3%, 87%, 86.3%, and 85.7% for GG-Z-TA, GG-Z-
TA/M1, GG-Z-TA/M2, and GG-Z-TA/M3, respectively (Fig. 1E).
The porosity (%) of GG-Z-TA is slightly higher than that of
hydrogels containing Cu-MOFs; however, there is no signifi-
cant decrease in the porosity percentage when the concen-
tration of Cu-MOFs is increased. However, the porosity values
(%) of the hydrogels are sufficient to assist in the wound-
healing process. The water retention capacity can be seen in
Fig. 2A. The decreasing order of the water retention capacity is
GG-Z-TA (557.5%) > GG-Z-TA/M1 (470.1%) > GG-Z-TA/M2
(400.9%) > GG-Z-TA/M3 (305.4%). The water retention capacity
of the fabricated hydrogels decreases gradually with increasing
concentration of Cu-MOFs. Furthermore, to depict the hydro-
philic nature of the fabricated hydrogels, their swelling (%)
was determined. From the Fig. 2B, it can be interpreted that
hydrogels are hydrophilic in nature. The hydrophilic nature of
the hydrogel is beneficial in wound healing as it maintains a
moist environment that accelerates wound healing and further
helps with nutrient supply.74 The swelling (%) decreases
gradually as the concentration of Cu-MOFs increases, which
might be due to the addition of hydrophobic groups since tri-
mesic acid has an aromatic ring that can decrease the swelling
percentage; loss of swelling can also be associated with the
rigidity of the aromatic ring, and due to that, the water reten-
tion capacity of the hydrogel also decreases. Analysis of the
biodegradability of the fabricated polymeric hydrogel, via non-
enzymatic degradation (Fig. 2C) and enzymatic degradation
with 0.1% collagenase (Fig. 2D), was conducted. Fig. 2C shows
that GG-Z-TA was completely degraded in 16 days, whereas
GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-TA/M3 were degraded in
13 days, 12 days and 11 days, respectively, under non-enzy-
matic conditions. However, in the presence of collagenase, the
degradation of the polymeric hydrogels was accelerated as
depicted in Fig. 2D, which might be due to the protease
activity of the collagenase on the protein component of the (Z)-
fabricated hydrogels. Under both conditions, the degradation
tendency of the hydrogels increased with increasing concen-
tration of Cu-MOFs, with the degradation rate increasing
gradually. This may be due to the release of copper ions and
TA, which disrupts the physical interactions that keep the
hydrogel stable, causing the hydrogels to lose their 3D struc-
tural integrity.

3.3. Mechanical characterization

The fabricated polymeric hydrogel-based wound dressings
should have desirable mechanical properties to withstand the
pressure created by frequent body movement, so that the
hydrogels can maintain their structural integrity and continue
their healing of the wound. To investigate the mechanical fea-
tures of the fabricated hydrogel formulations, compressive
stress–strain tests on these hydrogels were performed. Fig. 2E
shows the compressive strain–stress plot of these hydrogels.

All fabricated nano-composite hydrogels reveal typical “J”-
shaped curves, confirming their tolerance toward compressive
stress. GG-Z-TA exhibited compressive stress of 0.654 MPa at
88% strain. GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-TA/M3 exhibi-
ted compressive stress of 0.985 MPa, 1.24 MPa, and 3.943 MPa,
respectively. The compressive stress tolerance capacity of the
hydrogels increased with an increase in concentrations of Cu-
MOFs. GG-Z-TA/M3 exhibited excellent compressive stress of
3.943 MPa, which is almost seven times that of the compres-
sive stress of GG-Z-TA. This increase in compressive stress tol-
erance might be due to increases in interaction due to there
being more metal–phenolic co-ordination between Cu ions
and TA together with the increase in concentration of Cu-
MOFs.

3.4. In vitro release study

The cumulative release of TA and Cu ions can be seen in
Fig. 2F and G, respectively. Both TA and Cu ions were released
from the hydrogel in a sustained manner for more than
96 hours. The increasing order of cumulative release of TA
follows GG-Z-TA (52.46%) < GG-Z-TA/M1 (88.67%) < GG-Z-TA/
M2 (93.91%) < GG-Z-TA/M3 (98.65%) as shown in Fig. 2F. This
release behavior can be attributed to the pH (7.4) of the release
media, whereupon the phenolic –OH groups in the TA struc-
ture are converted into quinone, leading to reduction of the
interaction of TA with other components of these hydrogels,
ultimately resulting in increased release of TA from the hydro-
gels. The increasing order of cumulative release of Cu ions
follows GG-Z-TA/M1 (85.29%) < GG-Z-TA/M2 (89.64%) < GG-Z-
TA/M3 (93.18%), as shown in Fig. 2G. It can be interpreted from
Fig. 2G that as the concentration of the copper MOF increases,
the cumulative release (%) also increases gradually. This might
be due to the degradation of the benzene-1,3,5-tricarboxylate
(BTC), leading to disruption of the Cu-MOFs, which ultimately
results in the release of Cu ions from the hydrogels.

3.5. In vitro antioxidant activity

In cases of chronic wounds, one of the main causes of dete-
riorating wound conditions is unrestrained production of free
radicals. So, to accelerate the wound-healing mechanism, the
biomaterials should have antioxidant properties. In this study,
DPPH was used as a free radical, and the free radical scaven-
ging capacity of the hydrogels was determined through the
DPPH scavenging capacity. Fig. 2H and I show the DPPH
scavenging capacity of the fabricated polymeric hydrogels. In
Fig. 2I, it is shown that with increasing incubation time
period, the remaining DPPH concentration (%) has been
diminished. After 30 minutes of incubation, the remaining
DPPH concentrations (%)in the GG-Z-TA, GG-Z-TA/M1, GG-Z-
TA/M2, and GG-Z-TA/M3 hydrogel-treated DPPH solutions were
28.06%, 25.09%, 20.05%, and 16.75%, respectively. After
3 hours of incubation, the remaining DPPH concentration (%)
further dwindled to 7.92%, 5.73%, 4.89%, and 2.94% for the
GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2, GG-Z-TA/M3 hydrogel-
treated DPPH solutions, respectively. The DPPH scavenging
activity is mainly due to the presence of well-known plant-
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derived polyphenolic TA molecules,81 and the variation in the
DPPH scavenging ability is due to the difference in the
released amount of tannic acid from the fabricated hydrogels.
Also, due to the scavenging of DPPH, the color of the hydrogel-
treated DPPH solutions changed from deep purple to yellow,
whereas the untreated DPPH solution remains deep purple, as
shown in Fig. 2H.

3.6. In vitro biocompatibility

To be selected as ideal wound dressings, biomaterials should
be biocompatible. So, to investigate the biocompatibility of the
hydrogels, hemolysis and MTT assays were performed. First,
any deleterious effects of the fabricated hydrogels on red
blood cells (RBCs) were determined. Fig. 3A and B show the
hemocompatibility of the fabricated hydrogels. In the macro-
graphic picture of Fig. 3A, distinct pellets of RBCs can be
observed in PBS, GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2, and

GG-Z-TA/M3-treated RBCs, in contrast to de-ionized water-
treated RBCs where the bright red supernatant can be
observed due to extensive hemolysis. The results of the quanti-
tative analysis of hemolysis are shown in Fig. 3B. Hemolysis
(%) caused by GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-
TA/M3 is 1.27%, 2.35%, 2.8%, and 4.5% respectively. It can be
observed that with increasing concentration of loaded Cu-
MOFs, the extent of hemolysis (%) has been increased, which
might be due to the interaction between (positively) charged
Cu+ ions and the (negatively) charged RBC membrane.
However, as per ASTM standard F756, all the hydrogel formu-
lations are hemocompatible as all of four hydrogels have
caused hemolysis of <5%.

Furthermore, an MTT assay was performed to investigate
the cytotoxicity of the fabricated hydrogels against L929 fibro-
blast cells. Fig. 3C shows the quantitative analysis of cell viabi-
lity (%). It depicts that with increasing incubation time, hydro-

Fig. 2 (A) Water retention capacity (%) of the hydrogels. (B) Swelling (%) capacity of the hydrogels. (C) Non-enzymatic degradation (%) of fabricated
hydrogels. (D) Enzymatic degradation (%) of composite hydrogels. (E) Compressive strain–stress curve of fabricated hydrogels. (F) Cumulative
release (%) of tannic acid from polymeric hydrogels. (G) Cumulative release (%) of copper ions from polymeric hydrogels. (H) Images of DPPH
scavenging activity by fabricated polymeric hydrogels (after 3 hours of incubation). (I) DPPH scavenging (%) by polymeric hydrogels.
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gels support greater cell growth. After 48 hours, GG-M-TA/M1
exhibited the highest growth in the number of L929 cells in
terms of mitochondrial activity as detected via the MTT assay
compared to the other hydrogel formulations. It can be
observed that in hydrogels with a lower concentration of Cu-
MOFs, the hydrogel has a supportive effect on cell growth.
Also, the morphology of seeded L929 cells on the different
hydrogel formulations was evaluated using a live/dead staining
assay, as shown in Fig. 3D. Histological staining provides
diverse insights into interactions between L929 cells and
hydrogel formulations, such as cellular distribution, mor-
phology, and cell spreading. The images of stained live cells
reveal that no significant morphological defects are observed
in the cells treated with all hydrogel systems. However, slight
toxicity was observed as the number of dead cells increased
with increasing concentrations of Cu-MOFs within the hydro-
gel formulations, as was similarly observed in the MTT assay.

Hydrogels containing higher concentrations of the Cu-MOFs
(GG-Z-TA/M2, GG-Z-TA/M3) exhibit reduced cell growth, indi-
cating toxicity towards L929 cells as well as RBCs. Therefore,
the formulation GG-Z-TA/M1 was selected as the most bio-com-
patible for the in vivo studies.

3.7. In vitro antibacterial activity

Due to the formation of wounds, the skin loses its structural
and functional integrity and becomes susceptible to bacterial
infection. So, the antibacterial efficacy of the fabricated hydro-
gels against both Gram-positive (S. aureus) and Gram-negative
(E. coli) bacteria was investigated. Fig. 4A–C demonstrates the
antibacterial efficacy of fabricated hydrogels against E. coli.
Fig. 4A represents the quantitative analysis of bacterial inhi-
bition (%) of E. coli by fabricated hydrogels. GG-Z-TA, GG-Z-TA/
M1, GG-Z-TA/M2, and GG-Z-TA/M3 were able to kill 70.33%,
84.67%, 92.5%, and 98.9% of the E. coli bacterial population,

Fig. 3 (A) Macrographic images of hemolysis caused by the fabricated nano-composite polymeric hydrogels. (B) Quantitative analysis of hemolysis
by different formulations of fabricated nano-composite polymeric hydrogels. (C) Quantitative analysis of MTT assay against L929 cells treated with
fabricated nano-composite polymeric hydrogels. (D) Live/dead cell assay with fabricated hydrogel systems. Here, columns and error bars represent
the mean and standard deviation, whereas *p < 0.05, **p < 0.005, and ***p < 0.0005 show the statistical difference.
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respectively. Fig. 4B shows distinct zones of inhibition created
by the fabricated hydrogels against E. coli. Fig. 4C shows the
level of GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-TA/M3-
created zones of inhibition with respective diameters of
20.12 mm, 23.64 mm, 24.71 mm, and 25.73 mm against
E. coli. Fig. 4D–F demonstrates the antibacterial efficacy of fab-
ricated hydrogels against S. aureus. As shown in Fig. 4D, GG-Z-
TA, GG-Z-TA/M1, GG-Z-TA/M2, and GG-Z-TA/M3 were able to

kill 65.89%, 78.01%, 86.33%, and 92.9% of the S. aureus bac-
terial population, respectively. Fig. 4E shows distinct zones of
inhibition created by fabricated hydrogels against S. aureus.
Fig. 4F shows the level of GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2,
and GG-Z-TA/M3-created zones of inhibition with respective
diameters of 17.52 mm, 18.4 mm, 19.84 mm, and 21.52 mm
against S. aureus. From both the well-diffusion study and tur-
bidity method, it is obvious that fabricated Cu-MOF-loaded

Fig. 4 (A) Quantitative analysis of bacterial inhibition (%) by fabricated nano-composite polymeric hydrogels against E. coli. (B) Image showing
zones of inhibition formed by nano-composite polymeric hydrogels against E. coli. (C) Quantitative analysis of zones of inhibition created by by
nano-composite polymeric hydrogels against E. coli. (D) Quantitative analysis of bacterial inhibition (%) by fabricated nano-composite polymeric
hydrogels against. S. aureus. (E) Image showing zones of inhibition formed by nano-composite polymeric hydrogels against S. aureus. (F)
Quantitative analysis of zones of inhibition created by by nano-composite polymeric hydrogels against S. aureus. (G) Mechanism of anti-bacterial
activity of Cu ions. (H) Macrographic image of anti-biofilm activity of nano-composite polymeric hydrogels. (I) Quantitative analysis of anti-biofilm
activity of nano-composite polymeric hydrogels. Here, columns and error bars signify the mean and standard deviation, whereas *p < 0.05, **p <
0.005, and ***p < 0.0005 show the statistical difference.
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polymeric hydrogels exhibit efficient antibacterial activity
against both E. coli and S. aureus. The antibacterial effect of
the nano-composite polymeric hydrogel was due to the syner-
gistic antibacterial activity of zein protein, polyphenolic TA,
and Cu-MOFs. Antibacterial activity of Z against E. coli has
been mentioned in previous literature. TA has antibacterial
effects against both Gram-positive and Gram-negative bac-
teria.82 Cu-MOFs have been used as sources of Cu ions where
Cu ions exert antibacterial activity through DNA structure

degradation, which alters the permeability of bacterial cell
walls leading to bacterial cell lysis, as shown in Fig. 4G.83–85

3.8. In vitro anti-biofilm efficacy

Through the crystal violet staining technique, the anti-biofilm
efficacy of the fabricated hydrogel formulations was evaluated.
Mature E. coli and S. aureus biofilms were grown and incu-
bated with different hydrogel formulations. As Fig. 4I reveals,
the untreated group (control (−ve)) has 100% of the biofilm

Fig. 5 (A) Timeline of the in vivo wound-healing assay. (B) Macrographs of full-thickness wounds on rats at different time intervals. (C) Quantitative
analysis of the wound area at certain time periods. (D) Quantitative analysis of remaining wound (%) at certain time periods. (E) Histological scoring
of different parameters ((+) means present, (−) means absent). Here, columns and error bars signify the mean and standard deviation, whereas *p <
0.05, **p < 0.005, and ***p < 0.0005 show the statistical difference.
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remaining, whereas in the cases of GG-Z-TA, GG-Z-TA/M1,
GG-Z-TA/M2, and GG-Z-TA/M3-treated groups, 71.79%, 32%,
24.5%, and 7.09% of the E. coli-formed biofilm was remaining.
Similarly, for the GG-Z-TA, GG-Z-TA/M1, GG-Z-TA/M2, and
GG-Z-TA/M3-treated groups, 83%, 51%, 45.25%, and 30.69% of
the S. aureus-formed biofilm was remaining. It can be observed
that, with an increase in the concentration of Cu-MOFs, the
biofilm-inhibiting capacity of the hydrogels has been
enhanced considerably. This observation correlates with the
in vitro antibacterial evaluation, thus confirming the biofilm-
inhibition efficacy of the hydrogels. In Fig. 4H, macrographic
images of the crystal violet stain of the different treatment
groups are presented. It can be observed that the color inten-
sity of the bacterial culture gradually decreases as the concen-
tration of Cu-MOFs increases, proving biofilm inhibition by
the formulated hydrogels.

3.9. In vivo wound-healing efficacy

A rat full-thickness skin defect model was established to evalu-
ate the wound-healing efficacy of the fabricated hydrogels as
wound dressings, as shown in Fig. 5A. GG-Z-TA and GG-Z-TA/
M1 hydrogels, having efficient biocompatibility, free radical
scavenging activity, and bactericidal capacity, were defined as
the blank and test groups, while treatment with Silverex was
used as the positive control group. As shown in the macro-
scopic images of wounds at different time intervals (Fig. 5B),
the wound area decreases over time for all the treatment
groups, with GG-Z-TA/M1 showing remarkable healing of the
wound that is even faster than that of the positive control.
Quantitative analysis of the wound areas as depicted in Fig. 5C
reveals that at each observation time interval in the case of the
GG-Z-TA/M1 treatment group, the wound area has been
reduced significantly compared to the other treatment groups.
After day 21, the wound area was 0.25 mm2 for the GG-Z-TA/
M1 treatment group, whereas the wound area for the GG-Z-TA,
positive control, and negative control groups was 2.1 mm2,
1.05 mm2, and 4.51 mm2, respectively. To determine the
wound healing rate, the remaining wound (%) was deter-

mined. As shown in Fig. 5D, for the GG-Z-TA/M1 treatment
group, only 1.69% of the wound remains, in contrast to the
other treatment groups, where the GG-Z-TA, positive control,
and negative control treatment groups revealed that 6.1%,
3.62%, and 40% of the actual wound remains. Rats were sacri-
ficed on day 21 and skin tissues were stained with hematoxylin
and eosin (H&E) to estimate the advancement of wound
healing.

In Fig. 6A, microscopic images of the H&E-stained skin
tissue sections are presented. The images show that GG-Z-TA/
M1 has promoted healing of the wound through extensive epi-
dermis formation by regeneration of epithelial layers, formation
of new blood vessels and creation of hair follicles. On the other
hand, the GG-Z-TA and positive control treatment groups healed
the wound to some extent through moderate epithelialization
and neovascularization. However, in the case of untreated
wounds, extensive inflammatory cell infiltration, absence of
neovascularization, and negligible epithelialization led to
unhealed wounds even after 21 days, presented as histological
scoring in Fig. 5E. Also, the epidermal thickness of the H&E-
stained skin tissue of the different treatment groups was deter-
mined through ImageJ software. Fig. 6B shows that the epider-
mal thickness of the control (−ve), control (+ve), GG-Z-TA and
GG-Z-TA/M1-treated groups were 8.49 µm, 20.24 µm, 25.38 µm,
and 27.45 µm, respectively. It also reveals that the GG-Z-TA/M1
formulation accelerated the wound-healing process through
extensive re-epithelialization that finally led to the formation of
a thicker epidermis compared to that in other treatment groups.

Overall, the fabricated Cu-MOF-loaded polymeric nano-
composite hydrogels accelerated wound healing compared to
other treatments. The efficient wound healing capacity of the
nano-composite polymeric hydrogels is mainly due to the bio-
active role of TA and Cu-MOFs. The synergistic activity of TA
and Cu-MOFs actually boosted the capacity of the fabricated
hydrogels to expedite the wound-healing process through pre-
vention of bacterial infection, scavenging excess free radicals,
and stimulating angiogenesis and growth factor expression,
together with collagen deposition.

Fig. 6 (A) Histopathological analysis (H&E staining) of collected skin from wounds at day 21. (B) Epidermal thickness of the H&E-stained collected
skin-tissue samples from different treatment groups. Here, columns and error bars signify the mean and standard deviation, whereas *p < 0.05, **p <
0.005, and ***p < 0.0005 show the statistical difference.
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3. Conclusion

We developed multifunctional Cu-MOF, TA-loaded, physically
crosslinked hydrogels composed of GG/Z. Cu-BTC MOFs were
synthesized using a hydrothermal method through coordi-
nation between BTC and Cu ions. Cu-MOFs and TA were
loaded physically into GG/Z-based polymeric hydrogels, which
were further crosslinked with CaCl2. Fabricated nano-compo-
site polymeric hydrogels exhibited superior swelling capacity
as a result of their interconnected microporous structure.
Fabricated nano-composite polymeric hydrogels were bio-
degradable, hemocompatible, biocompatible against L929
fibroblast cells and had excellent free-radical scavenging pro-
perties. Incorporating Cu-MOFs into GG-Z-TA composite
hydrogels enhanced the antibacterial activity of the polymeric
hydrogels against both E. coli and S. aureus. Both TA and Cu
ions were sustainably released from the hydrogel matrix for
more than 4 days. Finally, in a rat full-thickness wound model,
GG-Z-TA/M1 exhibited prominent wound-healing capability,
and healed wounds to almost 100% as a result of the synergis-
tic antibacterial activity, free-radical scavenging activity, and
angiogenic activity of Cu ions and TA. The GG-Z-TA/M1 nano-
composite hydrogels may be suitable candidates as hydrogel
wound dressings to treat chronic full-thickness wounds.
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