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/GA/RGO/Pd composite
hydrogels for highly efficient catalytic reduction of
organic pollutants

Lei Ge,a Meng Zhang,b Ran Wang,b Na Li,b Lexin Zhang,b Shufeng Liu c

and Tifeng Jiao *b

In this study, natural polymer material chitosan (CS) and graphene oxide (GO) with large specific surface

area were used to prepare a new CS/RGO-based composite hydrogel by using glutaraldehyde (GA) as

cross-linking agent. In addition, a CS/GA/RGO/Pd composite hydrogel was prepared by loading

palladium nanoparticles (Pd NPs). The morphologies and microstructures of the prepared hydrogels

were characterized by SEM, TEM, XRD, TG, and BET. The catalytic performance of the CS/GA/RGO/Pd

composite hydrogel was analyzed, and the experimental results showed that the CS/GA/RGO/Pd

composite hydrogel had good catalytic performance for degradation of p-nitrophenol (4-NP) and o-

nitroaniline (2-NA). Therefore, this study has potential application prospect in wastewater treatment and

provides new information for composite hydrogel design.
1 Introduction

In recent years, nitrobenzene-based water pollutants such as p-
nitrophenol (4-NP) and o-nitroaniline (2-NA) have become an
urgent problem to be solved, including being toxic and difficult
to degrade.1–5 Targeting these organic substances, precious
metal catalysts are mainly used to react with reducing agents to
generate compounds that are less toxic, easily degradable, and
less polluting to water, or non-polluting, thereby achieving the
reuse of water resources.5,6 Precious metal nanoparticles have
special optical, catalytic, electrochemical and mechanical
properties, so they have potential applications in optics,7–9

catalysis,10–12 microelectronics,13–15 biomedicine16,17 and many
other elds. The most common used catalysts are gold,18–20

silver1,21–24 and palladium.25–27 In this work, palladium nano-
particles (Pd NPs) were used to catalyze the reaction of 4-NP and
2-NA with sodium borohydride (NaBH4).

The preparation of polysaccharide hydrogel is based on the
cross-linking of polysaccharide chains through chemical
binding,28,29 which gives the hydrogels porous network proper-
ties, swelling and exibility.30 Moreover, such hydrogels have
a large number of hydroxyl and carboxyl groups, rich functional
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groups, biocompatibility and biodegradability.31 In recent years,
they have been extensively studied and designed as wastewater
treatment materials. In this experiment, biodegradable natural
polymer material chitosan (CS) is a green and pollution-free
functional material with simple source and low cost.32,33 More-
over, CS containing hydroxyl and amino groups is a good
candidate for pollutant removal34,35 and can be used as an ideal
material for hydrogel preparation.36 In addition, CS molecular
skeleton contains a certain number of polar functional groups
(such as amino and hydroxyl groups), and these groups can
strongly chelate with transition metals, which make CS can be
used as heterogeneous carrier for catalytic applications in
organic synthesis.37–39 At present, CS has been widely used as
a transition metal catalyst carrier.40,41 However, the preparation
of hydrogels by CS alone cannot achieve a good catalytic effect.
Graphene oxide (GO) composites have excellent properties such
as high hydrophilicity, good dispersibility, large specic surface
area and strong ion exchange capacity.42–45 By compounding CS
with GO can enhance the stability of CS hydrogel and provide
a higher specic surface area. At the same time, higher specic
surface area provides favorable conditions for loading metal
nanoparticles.46

In addition, in order to better follow the concept of green
chemistry, ascorbic acid was selected as the reducing agent in
this experiment.47–49 Ascorbic acid acts as an eco-friendly
medium reducing agent can reduce GO into reduced gra-
phene oxide (RGO) and to form RGO hydrogel.50,51 At the same
time, the presence of ascorbic acid will also reduce the metal
ions to metal elements in situ. The reduction of oxygen-
containing functional groups on the surface aer reduction of
GO to RGO provides more available space for the xation of Pd
RSC Adv., 2020, 10, 15091–15097 | 15091
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NPs. Therefore, the nanoparticles can be tightly xed on the
surface of RGO without aggregation. In addition, RGO can lead
to the improvement of electron mobility due to its unique
properties, thus promoting the reduction performance, which is
conducive to the catalytic reduction of nitrobenzene pollutants
in water.52
2 Materials and methods
2.1 Materials

Chitosan (CS, >90% degree of deacetylation) was purchased
from Sinopharm Chemical Reagent Co., Ltd (Beijing, China).
Sodium borohydride (NaBH4), p-nitrophenol (4-NP) and o-
nitroaniline (2-NA) were purchased from Alfa Aesar (Tianjin,
China) chemical. Other materials, such as graphite powder (C,
99.85% purity), potassium permanganate (KMnO4), potassium
nitrate (KNO3), hydrogen peroxide (H2O2, 30%, w/w), glutaral-
dehyde (analytically pure, GA, 50%), palladium chloride (PdCl2),
ascorbic acid, sulfuric acid (H2SO4, 98%), acetic acid (analyti-
cally pure, CH3COOH, >99.5%) and hydrochloric acid (HCl),
were obtained from Aladdin Chemicals (Tianjin, China) without
further purication. The water used in all the experiments was
obtained using a Milli-Q ultrapure water purication system.
2.2 Preparation of CS/GA/RGO hydrogel

The modied Hummers' method was used to extract GO from
graphite powder,53 and the obtained brown-yellow solution was
dialysis and freeze-dried to obtain the GO sample, which was
then prepared into 5 mg mL�1 GO dispersion by ultrasonic
dispersion. Prepare 10 mL of 3% (v/v) glacial CH3COOH solu-
tion, 500 mg of CS was put into the CH3COOH solution, and
dissolve by ultrasound to obtain 5 mg mL�1 CS solution.
Prepare 2 mL 1% GA solution, 1 mL PdCl2 solution (10 mg
mL�1), 2 mL ascorbic acid solution (100 mg mL�1) for use. 1 mL
ascorbic acid solution (100 mg mL�1) was added into 4 mL GO
dispersion (5 mg mL�1) and then stirred for 0.5 h in a water
bath at 40 �C. Then add 4 mL CS solution (5 mg mL�1) to the
beaker under stirring continuously. Aer that, 1 mL of 1% GA
solution was added to the beaker and the obtained mixture was
stirred for 1 h at 60 �C to obtain CS/GA/RGO hydrogel. The
obtained sample was dialyzed for three days.
Fig. 1 Preparation and catalytic process of CS/GA/RGO/Pd hydrogel.
2.3 Preparation of CS/GA/RGO/Pd hydrogel

1 mL ascorbic acid solution (100 mgmL�1) was added into 4 mL
GO dispersion (5 mg mL�1) and stirred in a water bath at 40 �C
for 0.5 h. Then added 0.6 mL PdCl2 solution (10 mg mL�1) and
1 mL ascorbic acid solution (100 mg mL�1) to the beaker, the
mixture was heated to 90 �C in a water bath with stirring for 1 h.
Then 4 mL CS solution (5 mg mL�1) was added into the beaker,
kept stirring, and nally added 1 mL of 1% GA solution to the
beaker. The water bath was heated to 60 �C and stirred for 0.5 h
to obtain CS/GA/RGO/Pd hydrogel. The prepared CS/GA/RGO/
Pd hydrogel was dialyzed for three days.
15092 | RSC Adv., 2020, 10, 15091–15097
2.4 Catalytic experimental tests

The catalytic performance of the composite hydrogel was
mainly evaluated by the degradation of the mixed solution of
NaBH4 and 4-NP or 2-NA. The prepared CS/GA RGO/Pd
composite hydrogel was mixed with 2-NA aqueous solution (1
mL, 5 mM) or 4-NP (1 mL, 5 mM), and then fresh NaBH4 solu-
tion (10 mL, 0.01 M) was added. Take the supernatant at
a certain time interval to measure the UV spectrum by UV-
visible spectrophotometer, which can be used to determine
the catalytic performance of the composite hydrogel. In order to
examine the reusability of the catalyst, the CS/GA RGO/Pd
hydrogel catalyst was collected from the reaction solution,
washed three times with ethanol, froze drying and employed for
the subsequent cycle of the catalysis experiment.54
2.5 Characterization

The GO sheets and xerogels used in the present study were ob-
tained using a lyophilizer at �50 �C with a FD-1C-50 lyophilizer
instrument from Beijing Boyikang Experimental Instrument Co.,
Ltd. (Beijing, China) to completely remove water over 2–3 days.
The nanostructures of all the lyophilized samples were studied by
a eld-emission scanning electron microscope (SEM) (S-4800II,
Hitachi, Japan) with 5–30 kV accelerating voltage, and trans-
mission electron microscopy (TEM) with a 20 kV accelerating
voltage (HT7700, Hitachi High-Technologies Corporation,
Japan). X-ray diffraction (XRD) was measured on an X-ray
diffractometer equipped with a Cu Ka X-ray radiation source
and a Bragg diffraction setup (SMART LAB, Rigaku, Japan).
Thermogravimetry (TG) was conducted by using a NETZSCH STA
409 PC Luxxsi multaneous thermal analyzer (Netzsch Instru-
ments Manufacturing Co., Ltd, Germany) in argon gas. The
specic surface area and pore diameter distribution of the
hydrogels were determined by Brunauer–Emmett–Teller
measurement (BET) (ASAP 2460) in a N2 atmosphere. The UV-Vis
spectra was recorded on an UV-TU1 810PC spectrophotometer.
3 Results and discussion
3.1 Characterization and analysis of hydrogels

The preparation and catalytic process of CS/GA/RGO/Pd
hydrogel are shown in Fig. 1. The CS/GA/RGO/Pd composite
This journal is © The Royal Society of Chemistry 2020
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Fig. 3 XRD patterns (a) of CS, GO, CS/GA/GO hydrogel, CS/GA/RGO
hydrogel, CS/GA/RGO/Pd hydrogel; SEM image (b) and element
mappings (c–f) of CS/GA/RGO/Pd hydrogel.
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hydrogel was prepared by CS and GO self-assembly, GA as
crosslinking agent and ascorbic acid as reducing agent. The
prepared hydrogel was utilized as catalysts and reaction media
for the reduction reactions of 2-NA and 4-NP with aqueous
NaBH4. In order to understand the microstructure of the
prepared hydrogel, GO, CS/GA/RGO gel, CS/GA/RGO/Pd gel TEM
images and CS, CS/GA/RGO gel, CS/GA/RGO/Pd gel SEM images
are shown in Fig. 2. Fig. 2a–c shows the TEM results of CS/GA/
RGO hydrogel, GO, CS/GA/RGO/Pd hydrogel. Compared to the
TEM image of GO sheet, composite hydrogels appear darker in
TEM images. This is due to the self-assembly of GO and CS
molecules to form a three-dimensional network structure with
thicker layers, as shown in Fig. 2a and c. In addition, Fig. 2c
shows that some particles are present in the composite hydro-
gel, which attributed to Pd NPs. It is worth noting that the
diameters of Pd NPs are mainly in the range of 20–50 nm, which
can be mainly due to in situ reduction of Pd salts in composite
hydrogel. The surface of CS/GA/RGO hydrogel (Fig. 2d) is
smooth, while CS/GA/RGO/Pd hydrogel (Fig. 2e) surface is
loaded with many small particles, indicating that the PdNPs
were successfully loaded on the surface of composite hydrogel.

XRD is used to analyze the structure and composition of
composite hydrogels, as shown in Fig. 3a. The diffraction peak
of graphite is generally around 26�, and it can be seen that the
characteristic peak of graphite disappears in the GO XRD
spectrum, and a sharp diffraction peak appears at 2q ¼ 10.5�,
conrming that graphite is transformed into GO. The diffrac-
tion peak of CS/GA/GO hydrogel appeared at 2q ¼ 10.6� and
21.8�, where 2q ¼ 10.6� was consistent with the GO diffraction
peak. The diffraction peak of CS/GA/RGO hydrogel appeared at
2q ¼ 22.3�, and there is no characteristic peak around 2q ¼
10.5�, while the diffraction peak of RGO is generally around
23�,51,55–57 so it can be determined that GO has been reduced to
RGO. According to the Bragg equation 2d sin q¼ nl (l¼ 1.54�A),
the crystal surface spacing of CS/GA/RGO is larger than that of
CS, which is due to the crosslinking of RGO by CS molecule,
increasing the spacing and shiing the peak position. In the
XRD pattern of CS/GA/RGO/Pd hydrogel, the diffraction peak
appeared at 2q¼ 22.3�, 40.2�, 46.7�, 68.2�. The diffraction peaks
at 40.2�, 46.7� and 68.2� are consistent with the Pd standard
Fig. 2 TEM images of CS/GA/RGO hydrogel (a), GO (b), CS/GA/RGO/
Pd hydrogel (c); SEM images of CS/GA/RGO hydrogel (d), CS/GA/RGO/
Pd hydrogel (e), CS (f).

This journal is © The Royal Society of Chemistry 2020
card (PDF # 89-4897). The diffraction peak at 2q ¼ 40.2�, 2q ¼
46.7� and 2q ¼ 68.2� can be respectively assigned to the (111),
(200) and (220) crystal plane of Pd, indicating that Pd particles
are successfully loaded. In addition, SEM measurement is used
to further conrm that the composite hydrogel was successfully
loaded with Pd NPs, as shown in Fig. 3b–f. Fig. 3f shows that
large amounts of Pd elements are distributed. Combined with
XRD characterization, the Pd elementary has been reduced. As
an eco-friendly moderate reducing agent, ascorbic acid reduces
GO in situ, thereby transforming the GO composite hydrogel
into a RGO-based hydrogel. At the same time, ascorbic acid
reduced Pd2+ in situ to Pd in the hydrogel.

TG is used to characterize the thermal stability of the
prepared samples. TG curves of GO, CS/GA/RGO gel and CS/GA/
RGO/Pd gel are performed in an argon atmosphere, as shown in
Fig. 4. From the TG curve of GO, it can be observed that 10% of
the weight loss occurs near 100 �C, which is obviously caused by
the evaporation of water molecules adsorbed on the material.
Next, a signicant weight loss process of about 30% occurred
between 150 �C and 240 �C. This is because as temperature rises
and unstable oxygen-containing functional groups undergo
pyrolysis at high temperatures, losing small molecules such as
Fig. 4 TG curves of GO, CS/GA/RGO hydrogel, CS/GA/RGO/Pd
hydrogel.

RSC Adv., 2020, 10, 15091–15097 | 15093
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Fig. 5 Nitrogen adsorption–desorption isotherms of CS/GA/RGO/Pd
hydrogel (a), and pore size distributions of CS/GA/RGO/Pd hydrogel
(b).

Table 1 Physical data of the obtained xerogels from hydrogels

Sample
Specic surface
area (m2 g�1)

Average pore
diameter (nm)

Pore
volume (cm3 g�1)

CS/GA/RGO/Pd gel 15.5314 7.06935 0.026234

Fig. 6 Schematic of the Langmuir–Hinshelwood model for the
catalytic reduction of 4-NP.

Fig. 7 UV-Vis spectra of 4-NP before and after adding NaBH4 (a), UV-
Vis spectra for the catalytic reduction of 4-NP (b), plots of ln(Ct/C0)
versus t for the catalytic reduction of 4-NP (c), UV-Vis spectra of 2-NA
before and after adding NaBH4 (d), UV-Vis spectra for the catalytic
reduction of 2-NA (e), plots of ln(Ct/C0) versus t for the catalytic
reduction of 2-NA (f).
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CO, CO2 and water vapour. When the temperature reaches
240 �C, the thermal weight loss of GO exceeds 50%. The thermal
weight loss of CS/GA/RGO/Pd composite hydrogel is only 18%
when the temperature reaches 240 �C, which indicates that the
unstable oxygen-containing functional groups on the surface of
GO are cross linked with CS, making the thermal stability of CS/
GA/RGO/Pd hydrogel better than GO. The main thermal weight
loss of CS/GA/RGO/Pd hydrogel occurs between 220 �C and
300 �C, which is about 30% weight loss. At 200 �C and 800 �C,
CS/GA/RGO/Pd composite hydrogel has the obvious quality loss,
which is mainly due to the cracking of the oxygen-containing
segments in GO and CS. Compared with CS/GA/RGO/Pd
hydrogel, CS/GA/RGO hydrogel decreased faster than CS/GA/
RGO/Pd hydrogel between 220 �C and 300 �C, which indicated
that the thermal stability of CS/GA/RGO/Pd hydrogel had been
greatly improved.

BET measurement is used as the main way to measure the
specic surface area and pore size of a substance, and the results
are shown in Fig. 5. Fig. 5a shows the adsorption–desorption
isotherm of CS/GA/RGO/Pd hydrogel. It can be seen that in the
range of relative pressure from 0 to 1, the adsorption isotherm is
a typical type IV adsorption isotherm with a signicant lag ring,
which belongs to a typical mesoporous adsorption isotherm. The
data in Fig. 5a indicate that a large number of microporous and
mesoporous structures are present in the CS/GA/RGO/Pd
composite hydrogel. Fig. 5b shows that the pore size of the CS/
GA/RGO/Pd hydrogel is mainly distributed between 2–10 nm.
In addition, the physical characteristics of nitrogen adsorption–
desorption of CS/GA/RGO/Pd hydrogel are calculated by BET
method, as shown in Table 1. The specic surface area of the
hydrogel is 15.5314 m2 g�1, the average pore size is 7.06935 nm,
and the average pore volume is 0.026234 cm3 g�1.

The porous structure is important for heterogeneous cata-
lysts so that the reactants could be efficiently contacted with the
active sites. The nanoporous structure with high surface area
and sufficient space is benecial to obtain dispersed active
15094 | RSC Adv., 2020, 10, 15091–15097
sites, which can easily support metal particles and achieve high
catalytic performance. As a porous structure material, CS/GA/
RGO/Pd hydrogel is benecial to improve the catalytic perfor-
mance. Pd NPs can be immobilized on the amino group of CS by
chelation.38,55 In addition, there is a strong interaction between
Pd and the oxides of RGO, and Pd NPs can also be loaded on
RGO.52 Both CS and RGO can be used as the carrier of catalyst to
immobilize Pd NPs, which has synergistic performance and is
conducive to the loading of Pd NPs.55,56 There are interaction
forces between Pd and CS, RGO, so Pd NPs can be loaded on the
surface and pores of the hydrogel, providing more space for
active sites. The porous structure and high-efficiency loading of
CS/GA/RGO/Pd hydrogel greatly increase the catalytic rate.
This journal is © The Royal Society of Chemistry 2020
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Table 3 Comparative catalytic capacities of relative catalysts for
catalytic reduction of 2-NA in reported literatures

Catalyst Rate constant k (min�1) Ref.

MCA-Pd/Au(1/1) 0.28 63
Pd NPs@Sch-boehmite 0.162 64
MnFe2O4@SiO2@Ag 0.12 65
Ag@CAF 5.3 � 10�2 66
AgNPs/RGO 2.6 � 10�2 67
CS/GA/RGO/Pd 0.125 This work

Fig. 8 CS/GA/RGO/Pd composite hydrogel catalyzes the stability of
4-NP (a) and 2-NA (b) in different continuous cycles.
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3.2 Catalytic analysis of composite hydrogels

Fig. 6 shows themechanism of the catalytic reduction of 4-NP by
CS/GA/RGO/Pd hydrogel. The catalytic reduction of 4-NP mainly
depends on a process of electron transfer from BH4

� to receptor
4-NP. In the reaction system, the BH4

� ion attaches to the
surface of the catalyst and then transfers electrons to the
surface of the catalyst.58 At the same time as electron transfer,
hydrogen atoms are generated. The hydrogen atoms attack 4-NP
and reduce it, and the 4-NP is reduced to p-aminophenol (4-AP).

Fig. 7 shows the catalytic performances of CS/GA/RGO/Pd
hydrogel for catalyzing 4-NP and 2-NA solutions. Fig. 7a shows
the UV absorption spectra of 4-NP solution and 4-NP solution
aer adding NaBH4. It can be seen that the maximum absorp-
tion wavelength of 4-NP solution changes from 317 nm to
401 nm aer adding NaBH4, which due to the addition of
NaBH4 make 4-NP become p-nitrophenol ion, and the corre-
sponding UV characteristic absorption peak shis to 401 nm.
Fig. 7d shows the UV absorption peak of 2-NA and 2-NA solution
aer adding NaBH4. The UV absorption curves of the two
solutions are not signicantly different. When the catalyst CS/
GA/RGO/Pd hydrogel was added, the catalysis experiment offi-
cially started, and the ultraviolet absorption spectrum curves
during the catalysis process are shown in Fig. 7b and e. Fig. 7b
exhibits the UV absorption spectrum of 4-NP catalytic process.
The UV absorption spectrum of the reaction solution is
measured every certain time (4 min). It can be seen that the
characteristic absorption peak (401 nm) of 4-NP does not
decrease aer 64 min. However, the intensity of the absorption
peak (295 nm) of 4-AP increases with the increase of catalytic
time and nally does not change, which proves that 4-NP in the
solution is completely catalyzed to form 4-AP. Fig. 7e shows the
results of catalytic time and UV absorption intensity of 2-NA
catalyzed by CS/GA/RGO/Pd composite hydrogel. It can be seen
that the characteristic absorption peak (413 nm) corresponding
to 2-NA completely disappeared within 28 min, indicating that
2-NA had been completely catalyzed into o-phenylenediamine
(OPD). The results indicate that the same catalyst has different
catalytic efficiency for different substrates.

In order to characterize the catalytic performance of the
catalyst, that is, the speed of the catalytic reaction, the data
obtained from the catalytic process is tted. The tting prin-
ciple is as follows: since the concentration of NaBH4 is in large
excess to that of 4-NP (CNaBH4

/C4-NP ¼ 400), the reduction can be
considered as a pseudo rst-order reaction with regard to 4-NP
Table 2 Comparative catalytic capacities of relative catalysts for
catalytic reduction of 4-NP in reported literatures

Catalyst Rate constant k (min�1) Ref.

Cu/CS-CMM 0.126 59
CS/Pd-0.5% 0.117 60
PEI-Pd0.5 8 � 10�2 61
Pd@CH 3.3 � 10�2 25
PdNPs-embedded 5.2 � 10�3 62
CS/GA/RGO/Pd 3.48 � 10�2 This work

This journal is © The Royal Society of Chemistry 2020
alone. Therefore, the reaction kinetics can be described as ln(Ct/
C0) ¼ �kt, where k is the apparent rst-order rate constant
(min�1), t is the reaction time. Ct and C0 are the concentrations
of 4-NP at time t and 0, respectively. According to the Lambert–
Beer's law (A¼ 3cl), it can be seen that the value of concentration
Ct/C0 in solution is directly proportional to the value of At/A0,
where At and A0 are the corresponding absorbance at the
wavelength of 401 nm at the time t and 0, respectively. The
absorbance data at the maximum absorption wavelength were
processed by linear tting, and the relationship between cata-
lytic time t and ln(Ct/C0) is shown in Fig. 7c and f. The linear
tting constant of 4-NP and 2-NA is 0.0348 min�1 and
0.125 min�1, respectively. The larger the linear tting constant
is, the better the catalytic effect is. The data indicating that CS/
GA/RGO/Pd hydrogel has better catalytic effect for 2-NA reac-
tion. The comparison of the catalytic activity of CS/GA/RGO/Pd
catalyst in the reduction of 4-NP and 2-NA with different re-
ported catalysts is presented in Tables 2 and 3, respec-
tively.25,59–67 The results show that CS/GA/RGO/Pd catalyst has
good catalytic performance. Moreover, the raw materials and
preparation process of CS/GA/RGO/Pd hydrogel are green,
pollution-free and environmentally friendly.68–74

Aer seven catalytic cycles, Fig. 8 shows that the catalytic
efficiency of CS/GA/RGO/Pd composite hydrogel for the NaBH4

and 4-NP mixture solution. The conversion value could main-
tain 83%, and the catalytic efficiency for NaBH4 and 2-NA
mixture solution could maintain 85%. The results of catalytic
cycling experiments shows that CS/GA/RGO/Pd composite
hydrogel has high catalytic performance and stability, demon-
strating broad application prospects in the elds of catalysts
and composite materials.75–86
RSC Adv., 2020, 10, 15091–15097 | 15095

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0ra01884h


RSC Advances Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

6 
A

pr
il 

20
20

. D
ow

nl
oa

de
d 

on
 1

5/
03

/2
02

6 
4:

11
:2

5 
PT

G
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n 
3.

0 
U

np
or

te
d 

L
ic

en
ce

.
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4 Conclusions

In summary, two kinds of composite hydrogels CS/GA/RGO and
CS/GA/RGO/Pd were successfully prepared by self-assembly,
and their morphologies and microstructures were character-
ized. The results show that the prepared hydrogel had porous
microstructure, large specic surface area and high thermal
stability. The hydrogel network can prevent the aggregation of
metal nanoparticles, so CS/GA/RGO hydrogel was used as the
carrier for the synthesis of CS/GA/RGO/Pd catalyst in this
experiment to increase the contact area between reactants and
the catalyst, thus facilitating the catalysis. Pd NPs in CS/GA/
RGO/Pd hydrogel was used as catalyst medium for the reduc-
tion reaction of 4-NP and 2-NA with aqueous NaBH4. The
experimental results conrmed that the prepared CS/GA/RGO/
Pd composite hydrogel had good catalytic performance for 4-
NP and 2-NA. Moreover, the synthesized composite hydrogel
exhibited a better catalytic performance for 2-NA. This study has
a potential application prospect in the wastewater treatment.
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Matéria, 2014, 19, 197–203.

50 T. Jiao, H. Guo, Q. Zhang, Q. Peng, Y. Tang, X. Yan and B. Li,
Sci. Rep., 2015, 5, 11873.

51 T. Jiao, H. Zhao, J. Zhou, Q. Zhang, X. Luo, J. Hu, Q. Peng and
X. Yan, ACS Sustainable Chem. Eng., 2015, 3, 3130–3139.

52 R. Mao, X. Zhao, H. Lan, H. Liu and J. Qu, Appl. Catal., B,
2014, 160–161, 179–187.

53 D. Li, M. B. Müller, S. Gilje, R. B. Kaner and G. G. Wallace,
Nat. Nanotechnol., 2008, 3, 101–105.

54 C. B. Godiya, S. M. Sayed, Y. Xiao and X. Lu, React. Funct.
Polym., 2020, 149, 104509.

55 X. Zheng, J. Zhao, M. Xu and M. Zeng, Carbohydr. Polym.,
2020, 230, 115583.

56 S. Liu, X. Chen, Z.-J. Wu, X.-C. Zheng, Z.-K. Peng and P. Liu,
Int. J. Hydrogen Energy, 2019, 44, 23610–23619.

57 R. Krishna, D. M. Fernandes, A. Marinoiu, J. Ventura,
C. Freire and E. Titus, Int. J. Hydrogen Energy, 2017, 42,
23639–23646.

58 K. Sahu, J. Singh and S. Mohapatra,Opt. Mater., 2019, 93, 58–
69.

59 E. M. Bakhsh, F. Ali, S. B. Khan, H. M. Marwani, E. Y. Danish
and A. M. Asiri, Int. J. Biol. Macromol., 2019, 131, 666–675.

60 S. Dhanavel, N. Manivannan, N. Mathivanan, V. K. Gupta,
V. Narayanan and A. Stephen, J. Mol. Liq., 2018, 257, 32–41.

61 Y. Feng, J. Yin, S. Liu, Y. Wang, B. Li and T. Jiao, ACS Omega,
2020, 5, 3725–3733.

62 M. Xia, S.-M. Kang, G.-W. Lee, Y. S. Huh and B. J. Park, J. Ind.
Eng. Chem., 2019, 73, 306–315.
This journal is © The Royal Society of Chemistry 2020
63 F. Jiang, R. Li, J. Cai, W. Xu, A. Cao, D. Chen, X. Zhang,
C. Wang and C. Shu, J. Mater. Chem. A, 2015, 3, 19433–19438.

64 N. Y. Baran, T. Baran, M. Nasrollahzadeh and R. S. Varma, J.
Organomet. Chem., 2019, 900, 120916.

65 U. Kurtan, M. Amir, A. Yıldız and A. Baykal, Appl. Surf. Sci.,
2016, 376, 16–25.

66 S. M. Albukhari, M. Ismail, K. Akhtar and E. Y. Danish,
Colloids Surf., A, 2019, 577, 548–561.

67 Y. Zhang, X. Yuan, Y. Wang and Y. Chen, J. Mater. Chem.,
2012, 22, 7245–7251.

68 H. Li, J. Yin, Y. Meng, S. Liu and T. Jiao, Colloids Surf., A,
2020, 586, 124221.

69 Y. Meng, J. Yin, T. Jiao, J. Bai, L. Zhang, J. Su, S. Liu, Z. Bai,
M. Cao and Q. Peng, J. Mol. Liq., 2020, 298, 112010.

70 J. Song, C. Yuan, T. Jiao, R. Xing, M. Yang, D. J. Adams and
X. Yan, Small, 2020, 16, 1907309.

71 N. Hou, R. Wang, R. Geng, F. Wang, T. Jiao, L. Zhang,
J. Zhou, Z. Bai and Q. Peng, SoMatter, 2019, 15, 6097–6106.

72 J. Zhu, R. Wang, R. Geng, X. Zhang, F. Wang, T. Jiao, J. Yang,
Z. Bai and Q. Peng, RSC Adv., 2019, 9, 22551–22558.

73 K. Ma, R. Wang, Y. Rao, W. Zhao, S. Liu and T. Jiao, Colloids
Surf., A, 2020, 591, 124563.

74 Y. He, R. Wang, C. Sun, S. Liu, J. Zhou, L. Zhang, T. Jiao and
Q. Peng, ACS Omega, 2020, 5, 3689–3698.

75 L. Zhang, J. Yin, K. Wei, B. Li, T. Jiao, Y. Chen, J. Zhou and
Q. Peng, Nanotechnology, 2020, 31, 205604.

76 C. Cai, R. Wang, S. Liu, X. Yan, L. Zhang, M. Wang, Q. Tong
and T. Jiao, Colloids Surf., A, 2020, 589, 124468.

77 Y. Xu, R. Wang, Y. Zheng, L. Zhang, T. Jiao, Q. Peng and
Z. Liu, Appl. Surf. Sci., 2020, 509, 145383.

78 F. Zhan, J. Yin, J. Zhou, T. Jiao, L. Zhang, M. Xia, Z. Bai and
Q. Peng, Nanomaterials, 2020, 10, 6.

79 Y. Feng, R. Wang, J. Yin, F. Zhan, K. Chen, T. Jiao, J. Zhou,
L. Zhang and Q. Peng, Curr. Nanosci., 2020, 16, 611–618.

80 J. Zhao, J. Yin, J. Zhong, T. Jiao, Z. Bai, S. Wang, L. Zhang and
Q. Peng, Nanotechnology, 2020, 31, 085603.

81 J. Yin, F. Zhan, T. Jiao, H. Deng, G. Zou, Z. Bai, Q. Zhang and
Q. Peng, Chin. Chem. Lett., 2020, DOI: 10.1016/
j.cclet.2019.08.047.

82 K. Ma, R. Wang, T. Jiao, J. Zhou, L. Zhang, J. Li, Z. Bai and
Q. Peng, Colloids Surf., A, 2020, 584, 124023.

83 K. Ma, W. Chen, T. Jiao, X. Jin, Y. Sang, D. Yang, J. Zhou,
M. Liu and P. Duan, Chem. Sci., 2019, 10, 6821–6827.

84 Y. He, R. Wang, T. Jiao, X. Yan, M. Wang, L. Zhang, Z. Bai,
Q. Zhang and Q. Peng, ACS Sustainable Chem. Eng., 2019,
7, 10888–10899.

85 J. Yin, Q. Liu, J. Zhou, L. Zhang, Q. Zhang, R. Rao, S. Liu and
T. Jiao, RSC Adv., 2020, 10, 10546–10551.

86 R. Wang, X. Yan, B. Ge, J. Zhou, M. Wang, L. Zhang and
T. Jiao, ACS Sustainable Chem. Eng., 2020, 8, 4521–4536.
RSC Adv., 2020, 10, 15091–15097 | 15097

http://creativecommons.org/licenses/by/3.0/
http://creativecommons.org/licenses/by/3.0/
https://doi.org/10.1039/d0ra01884h

	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants

	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants

	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants
	Fabrication of CS/GA/RGO/Pd composite hydrogels for highly efficient catalytic reduction of organic pollutants


