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Advances in biomaterials, especially in hydrogels, have offered great opportunities for stem cell organoid

engineering with higher controllability and fidelity. Here, we propose a novel strategy for one-step syn-

thesis of composite hydrogel capsules (CHCs) that enable engineering liver organoids from human

induced pluripotent stem cells (hiPSCs) in an oil-free droplet microfluidic system. The CHCs composed of

a fibrin hydrogel core and an alginate–chitosan composite shell are synthesized by an enzymatic cross-

linking reaction and electrostatic complexation within stable aqueous emulsions. The proposed CHCs

exhibit high uniformity with biocompatibility, stability and high-throughput properties, as well as defined

compositions. Moreover, the established system enables 3D culture, differentiation and self-organized

formation of liver organoids in a continuous process by encapsulating hepatocyte-like cells derived from

hiPSCs. The encapsulated liver organoids consisting of hepatocyte- and cholangiocyte-like cells show

favorable cell viability and growth with consistent size. Furthermore, they maintain proper liver-specific

functions including urea synthesis and albumin secretion, replicating the key features of the human liver.

By combining stem cell biology, defined hydrogels and the droplet microfluidic technique, the proposed

system is easy-to-operate, scalable and stable to engineer stem cell organoids, which may offer a robust

platform to advance organoid research and translational applications.

1. Introduction

Building 3D organ models in vitro is a formidable goal to reca-
pitulate human physiology with various biomedical appli-
cations including disease modeling, regenerative medicine
and tissue engineering. Organoids, referring to 3D multicellu-
lar tissues derived from human embryonic stem cells (ESCs),
induced pluripotent stem cells (iPSCs), tissue-resident adult
stem cells (ASCs) or progenitor cells by the processes of self-
organization, recapitulate the key architectural and functional
features of in vivo organs.1–4 They represent a major techno-

logical breakthrough of organ models for applications in bio-
medicine. Progress in the organoid field has enabled success-
ful generation of various organoid types from human pluripo-
tent stem cells (hPSCs) for applications in developmental
studies, disease modeling and drug screening.5–7 Generally,
most organoids are generated in Petri dishes, mainly relying
on self-organization of stem cells in animal-derived extracellu-
lar matrices (e.g., Matrigel).2,5,8 However, these organoid
systems are often limited by the high variability of tissue com-
position and architecture due to the lack of defined 3D
matrices. Moreover, current protocols often required labor-
intensive multistep manual operations, possibly resulting in
the risk of contamination and marked variability among
organoids.

Advances in biomaterials, especially in hydrogels, have pro-
vided great opportunities to improve the construction of orga-
noids with higher controllability and fidelity.4 Hydrogels,
including natural9,10 (e.g., fibrin and alginate) and synthetic11

(e.g., polyethylene glycol, PEG) polymers, have been prelimina-
rily utilized as extracellular matrix (ECM) scaffolds to instruct
the organization and generation of stem cell organoids. These
chemically defined matrices can mimic the native ECM micro-
environment and improve the physiological relevance of orga-
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noids by control over their biochemical and physical pro-
perties, which may reduce the variability of organoids.
Additionally, hydrogels with flexible structures, including
porous scaffolds,12 micropatterns,13 and spheroids14 at the
micro to millimeter scale, are utilized to guide the formation
of organoids with specific architectures using different engin-
eering methods. But there are still some limitations in engin-
eering organoids with high fidelity and reproducibility.

Hydrogel capsules are recognized as ideal scaffolds for 3D
culture of cellular spheroids, like organoids, with high uni-
formity due to the well-defined morphologies and a high
surface area.15,16 They are currently fabricated by chemical
reactions or physical interaction in water-in-oil (W/O) droplet
systems. The reagents used in these systems, such as the oil
phase and/or surfactants, may reduce the biocompatibility of
hydrogel capsules, leading to potential protein or enzyme
denaturation, inhibition of cell growth, and limited mass
transfer in subsequent cell culture.17–19 Alternatively, the
aqueous two-phase system (ATPS) has provided an oil-free
manner in droplet microfluidic systems for the fabrication of
biomimetic and/or cell-laden hydrogel scaffolds.20–25 Hydrogel
capsules generated in such systems can be solidified under
moderate conditions, and are potential scaffolds for cell
assembly and 3D culture.

In this work, we present a novel strategy for one-step fabri-
cation of composite hydrogel capsules (CHCs) that allow the
3D culture and formation of liver organoids from hiPSCs in an
oil-free droplet microfluidic system. The capsules are fabri-
cated based on the interfacial complexation of the oppositely
charged Na-alginate (NaA) and chitosan (CS), as well as the
enzymatic reaction of fibrinogen and thrombin in this system.
The characteristics of capsules, such as morphology and com-
position, are investigated. In addition, the size and inner
hydrogel components are scalable and adjustable by changing
the flow rates and the hydrogel precursors within core flow.
Then, hiPSC-derived hepatic cells are self-organized into liver
organoids with a uniform size in an array format by encapsula-
tion in CHCs. The cell viability and expression of liver specific
markers, as well as liver-specific functions of organoids in
CHCs, are examined. This integrative approach paves a way for
engineering organoids using hydrogel scaffolds and might
extend their potential applications in drug testing and transla-
tional research.

2. Materials and methods
2.1. Materials

Dextran (500 kDa, GE), PEG (20 kDa, Aladdin), Na-alginate (55
cps, Qingdao Hyzlin Biology Development Co., Ltd), chitosan
(100–200 cps, Aladdin), glacial acetic acid (Hengxing Chemical
Reagent), NaCl (Tianjin Damao Chemical Reagents Factory),
fibrinogen (Sigma), thrombin (Sigma), fluorescein isothio-
cyanate isomer I (FITC) (95%, J&K), polydimethylsiloxane
(PDMS, SYLGARD 184) and the curing agent (Dow Corning

Corporation), and photoresist (SU-8 3035, MicroChem
Corporation) are used. All reagents are used as received.

2.2. Microfluidic chip fabrication

The layered microfluidic chip was fabricated via standard soft
lithography and micromolding methods. Briefly, the PDMS at
a weight ratio of 10 : 1 was molded from photoresist templates
after being cured at 80 °C for 2 h in an oven to form structured
top and middle layers of the chip. Subsequently, the top layer
was bonded to the middle layer that was bonded to a plain
PDMS block after punching with a diameter punch of 1.5 mm
and oxygen plasma treatment. Both the height and width of
the microchannels in the top layer are 200 μm, while both the
height and width of the microchannels in the middle layer are
100 μm. In addition, the thickness and diameter of the pneu-
matic valve are 100 μm and 1 mm, respectively, which could
control the generation of droplet templates.

2.3. Capsule fabrication

The oil-free droplet microfluidic system was composed of 17%
(w/w) PEG and 15% (w/w) dextran (DEX), which were dissolved
in deionized water. 1% (w/w) NaA and 5 mg mL−1 fibrinogen
were dissolved in the DEX solution to form the core flow solu-
tion. And 1% (w/w) CS and 2.5 U mL−1 thrombin were dis-
solved in the PEG solution with pH = 5 adjusted by acetic acid
to form the shell flow solution. A pure 17% PEG solution was
used as the middle flow solution. The core, middle and shell
flow solutions were pumped into their inlets of the microflui-
dic chip by using syringe pumps (11 Picro Plus, Harvard). In
the droplet generation unit, the pneumatic valve was pushed
and pulled periodically as the compressed air in and out, thus
leading to a droplet template generation at the end of a switch
cycle. Then, droplet templates were delivered into shell flow by
the PEG phase at the second junction, wherein the electro-
static complexation of NaA and CS, as well as the enzymatic
crosslinking reaction of fibrinogen and thrombin, occurred.
The generated capsules were collected in the collection tank
with physiological saline/culture medium containing 2.5 U
mL−1 thrombin for further gelation of fibrinogen for 10 min.

2.4. ATR–FTIR analysis

The composition of the capsule shell (synthesized without
fibrinogen/thrombin) was studied using a FTIR spectrometer
(Bruker Tensor II, Germany) and compared with that of
unreacted Na-alginate/chitosan. Here, the samples were
initially suspended in deionized (DI) water and then freeze-
dried for subsequent analysis.

2.5. Scanning electron microscopy (SEM) analysis

Hydrous hybrid capsules were freeze-dried in a lyophilizer
(SCIENTZ-10ND, China) overnight. Then they were coated with
a layer of gold for 220 s with a sputter coater (SBC-12, KYKY)
after being fixed on the aluminum stub using conductive
adhesive tape to improve the electrical conductivity of cap-
sules. The size and surface morphology of the capsules were
characterized using a SEM (Hitachi TM3000, Japan) at 15 kV.
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2.6. FITC-labeled chitosan synthesis

To label the CS layer within the capsules, FITC was chosen to
tag the CS component. The FITC-labeled CS (FITC-CS) was syn-
thesized using the reaction between the –NH2 group of CS and
–NvCvS group of FITC.26 Briefly, 0.5 g CS was dissolved in
50 mL acetic acid (0.1 M) before adding 50 mL methanol and
25 mL methanol containing FITC (2 mg mL−1). After reaction
in the dark at room temperature for 3 h, FITC-CS was precipi-
tated by adding 0.2 M NaOH until the pH increased to 9–10.
Unreacted FITC was washed away with a mixture of methanol
and water in a 7 : 3 volume ratio separated by centrifugation
(17 800g, 10 min) until no fluorescence could be detected in
the supernatant. The FITC-CS was then dialyzed with a dialysis
bag (cut-off MW = 7000) in 3 L of DI water for 3 days in the
dark. The DI water was replaced with fresh water daily. The
dialyzed FITC-CS was freeze-dried in a lyophilizer for 3 days for
the subsequent experiments. The fluorescence images of FITC
labeled capsules were acquired with a fluorescence microscope
(Olympus IX71, Japan).

2.7. Cell culture and differentiation

Human liver cell line (HepaRG) was purchased from the Cell
Bank of the Chinese Academy of Sciences (Kunming, China).
The HepaRG cells were cultured using Dulbecco’s Modified
Eagle’s Medium (DMEM, high glucose, Gibco), which was sup-
plemented with 10% fetal bovine serum (FBS, Gibco) and 1%
streptomycin and penicillin (Biyotime). They were cultured in
a humidified incubator composed of 5% CO2 at 37 °C and pas-
saged until achieving 80%–90% confluence.

Human iPSCs (donated by Dr Ning Sun) were cultured using
mTeSR1 medium (StemCell) on Matrigel-coated six-well plates
(1 : 50 dilution, BD) under a humidified atmosphere with 5%
CO2.

27–29 The culture medium was changed daily. Prior to gen-
erating liver organoids, iPSCs were initially induced into hepato-
cyte-like cells by sequentially adding specific growth factors into
the medium on Petri dishes. The differentiation protocol was
modified according to previous studies.30 For definitive endo-
derm (DE) differentiation, iPSCs were incubated in
RPMI-1640 medium (Invitrogen) supplemented with 1% B27
supplement (Invitrogen), 1% KSR (Invitrogen), 1% GlutaMAX
(Invitrogen), 1% penicillin–streptomycin (Sigma), and 100 ng
mL−1 activin-A (PeproTech) for 5 days. For hepatic progenitor
differentiation and expansion, 20 ng mL−1 HGF (PeproTech)
and 10 ng mL−1 bFGF (PeproTech) were added to the medium
from days 5 to 10. Then, the medium was replaced by HCM
medium (ScienCell) supplemented with 10−7 M dexamethasone
(Sigma-Aldrich) and 10 ng mL−1 oncostatin M (OSM, R&D) to
facilitate hepatocyte differentiation for additional 5 days. On
day 14 of differentiation, hepatic cells were ready for the encap-
sulation experiments. After day 15, the cells were cultured
without OSM for long term.

2.8. Cell encapsulation

HepaRG cells and hepatocyte-like cells at day 14 of differen-
tiation from iPSCs were dissociated by 0.25% trypsin-EDTA
(Gibco), and then resuspended in core flow solution with a

density of 4 × 106 cells per mL (HepaRG) and 3–5 × 107 cells
per mL (hepatocyte-like cells) for encapsulation experiments,
respectively. Here, the core flow solution was prepared by
mixing cell suspensions with a concentrated NaA solution
(22.5% (w/w) DEX, 1.5% (w/w) NaA and 7.5 mg mL−1 fibrino-
gen dissolved in physiological saline) in a 1 : 2 ratio. The final
solution contained 15% (w/w) DEX, 1% (w/w) NaA and 5 mg
mL−1 fibrinogen. 17% (w/w) PEG and 17% (w/w) PEG with 1%
(w/w) CS/2.5 U mL−1 thrombin were also dissolved in physio-
logical saline as the middle and shell flow, respectively. All
these solutions were filtered with a 0.22 μm syringe filter
(Millex Syringe Filter) before being pumped into the microflui-
dic chip device. The generated cell-laden capsules were col-
lected in physiological saline/culture medium containing 2.5 U
mL−1 thrombin for further gelation of fibrinogen for 10 min.
The cells in capsules were finally transferred to cell culture
medium within a 24-well culture plate (Guangzhou Jet Bio-
Filtration Co., Ltd) and cultured in a humidified incubator
with 5% CO2 at 37 °C with the fresh medium being changed
daily.

2.9. Size measurement and distribution statistics

The images of cell-free capsules were acquired in the physio-
logical saline bath with an inverted microscope (Olympus
IX-71, Japan). The images of cell-laden capsules were acquired
in the cell culture medium with an inverted microscope (Leica
DMi8, Germany). The size measurement and distribution stat-
istics of capsules/cellular spheroids are implemented with
Image J software (http://rsb.info.nih.gov/ij/).

2.10. Cell viability analysis

Cell viability of the encapsulated cells was evaluated by using
live/dead assay. The cell-laden capsules were incubated in cell
culture medium with ethidium homodimer-1 (red, dead,
1 : 500) and calcein-AM (green, live, 1 : 1000) (LIVE/DEAD viabi-
lity/cytotoxicity assay kit, Gibco) at 37 °C for 25 min. Then,
they were rinsed with physiological saline before imaging
under a fluorescence microscope (Leica DMI3000 B, Germany).
The viability percentage of cells within capsules was deter-
mined by measuring the area of live cells (green fluorescence),
which was divided by the total area of live + dead cells (red
fluorescence) at a given focal plane.

2.11. Real-time quantitative PCR

The whole mRNA was extracted from iPSCs, 2D liver cells in
Petri dishes, and liver organoids in capsules with a Trizol
reagent (TAKARA) to detect the associated gene expression
level. The final concentration of mRNA was adjusted to 250 ng
mL−1. The cDNA was then synthesized by reverse transcription
polymerase chain reaction (RT-PCR) (TAKARA). Subsequently,
real-time quantitative PCR was implemented with a SYBR
Green kit (TAKARA) under the following reaction conditions
(40 cycles): denaturation at 95 °C for 30 s, annealing at 58 °C
for 30 s, and extension at 72 °C for 30 s. The primer pairs were
as follows: AFP forward: 5′-CTT TGG GCT GCT CGC TAT GA-3′,
reverse: 5′-GCA TGT TGA TTT AAC AAG CTG CT-3′; ALB
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forward: 5′-GCC TTT GCT CAG TAT CTT-3′, reverse: 5′-AGG TTT
GGG TTG TCA TCT-3′; RBP4 forward: 5′-CCA GAA GCG CAG
AAG ATT G-3′, reverse: 5′-TTT CTT TCT GAT CTG CCA TCG-3′;
CYP3A4 forward: 5′-TTC AGC AAG AAG AAC AAG GAC AA-3′,
reverse: 5′-GGT TGA AGA AGT CCT CCT AAG C-3′; CK7
forward: 5′-AAG AAC CAG CGT GCC AAG TT-3′, reverse: 5′-CAC
GCT CAT GAG TTC CTG GT-3′; CK19 forward: 5′-TCC GAA CCA
AGT TTG AGA CG-3′, reverse: 5′-CCC TCA GCG TAC TGA TTT
CCT-3′; GAPDH forward: 5′-CAA TGA CCC CTT CAT TGA CC-3′,
reverse: 5′-GAC AAG CTT CCC GTT CTC AG-3′. Quantification
was performed using GAPDH as the reference gene.

2.12. Fluorescence immunohistochemistry

HepaRG cells in capsules were soaked in 4% paraformalde-
hyde (Tianjin Damao Chemical Reagents Factory) for 15 min
to be immobilized after cultivation for 10 days. Then they were
permeabilized with 0.2% Triton X-100 (Amresco) for 10 min
and blocked in a blocking solution containing 10% goat
serum for 2 h at room temperature, successively. Next, these
cells were incubated at 4 °C overnight with primary goat anti-
human albumin (diluted 1 : 400, Beyotime Company), which
were then exposed to secondary antibodies (cy3 labeled donkey
goats IgG (H + L) (diluted 1 : 200, Beyotime Company) for 1 h
at room temperature. The cell nuclei were stained with DAPI
(1 : 4000, CST 4083) for 10 min at room temperature. For the
encapsulated liver organoids, they were collected after encap-
sulation for 7 days. Then, they were fixed, permeabilized,
blocked, and incubated with primary antibodies as described
above. Here, the primary antibodies were as follows: albumin
(goat, 1 : 1000, Bethyl A80-129A), CYP3A4 (mouse, 1 : 500,
Absin abs132219), CK7 (rabbit, 1 : 8000, Abcam ab181598) and
CK19 (mouse, 1 : 250, Abcam ab7754). The organoids were
then incubated with Cy3 (1 : 500, Beyotime) and Alexa Fluor
488- or 594- (1 : 200, Cell Signaling) conjugated secondary anti-
bodies at room temperature for 1 h. DAPI (1 : 4000) was used
to stain the cell nuclei. All the images were acquired with a
confocal microscope (Olympus IX81, Japan).

2.13. Urea synthesis and albumin secretion

For quantitative analysis of the urea synthesis and albumin
secretion from the encapsulated cells cultured in 24-well
plates, the supernatant of culture medium was collected punc-
tually. Here, the supernatants were collected on days 1, 3, 5, 7
and 9 for the encapsulated HepaRG cells and on days 2, 4, 6
and 8 for the encapsulated liver organoids, which were kept at
−80 °C before being used. A Urea Assay Kit (DIUR-100) was
used to measure urea concentrations. The samples held the
same volume as the standard sample and the blank control.
Each well of the 96-well plate contained 100 µL mixture of the
urea standard, the medium and the samples. After incubating
the mixture in the dark (1 h, 25 °C), the absorbance at 430 nm
was read using a microplate reader. The results were expressed
as μg mL−1. Similarly, the concentration of secreted albumin
in the medium was measured using a human Albumin ELISA
kit (Bethyl Laboratories) according to the instructions.
The concentration of albumin secretion was determined by

the measuring the absorbance at 450 nm and expressed as
μg mL−1.

2.14. Statistical analysis

In this work, all the experiments were performed at least in
triplicate. All the data were presented as mean ± standard devi-
ation (SD), unless stated differently. Statistical significance was
declared when *p < 0.05, **p < 0.01 and ***p < 0.001 as deter-
mined by one-way ANOVA and Student’s t-test.

3. Results and discussion
3.1. Design and manipulation of the oil-free droplet
microfluidic platform

The existing methods for organoid generation mostly rely on
the self-organization of stem cells within 3D Matrigel in low-
adhesion Petri dishes. The undefined compositions and
unrestricted structures of the 3D matrices might lead to orga-
noid formation with higher variation in size and morphology.
In order to generate human organoids from hiPSCs with a
uniform size and morphology, we designed and established an
oil-free droplet microfluidic system to fabricate hydrogel cap-
sules in a mild and controllable fashion. Dextran (DEX) solu-
tion with NaA/fibrinogen and PEG solution are pumped into
the device serving as core and middle flows, respectively, for
the formation of droplet templates (Fig. 1A). The compressed
air driven by a solenoid valve controller is utilized to activate
the pneumatic valve for controlling the generation manners of
droplet templates, which could partially address the inherent
limitation of low interfacial tension in ATPS31 due to partial
conversion of mechanical energy provided by the pneumatic
valve into surface energy.32 As shown in Fig. 1B, the pneumatic
valve is pushed and pulled periodically as the compressed air
in and out, thus leading to the deformation of the core
channel and a droplet generation at the end of a switch cycle.
Also, the mechanical valves within the microfluidic device can
facilitate the stable and controllable generation of droplet
templates in an all-in-water microenvironment, avoiding the
utilization of the oil phase that may lead to potential
cytotoxicity.17–19 In addition, compared to the passive micro-
fluidic flow focusing platform,33 our valve-based platform can
significantly increase the uniformity and throughput of water-
in-water droplets. This improvement is beneficial for the con-
trollable and massive generation of organoids from hiPSCs.
Moreover, the PEG solution with CS/thrombin (shell flow) is
used to react with core flow by diffusion of CS/thrombin to the
droplet templates for the generation of CHCs (Fig. 1D).

The fabrication of hydrogel capsules is mainly based on the
controllable diffusion of four reagents (NaA, CS, fibrinogen,
thrombin), the fast complexation of oppositely charged NaA
and CS, and the mild enzymatic reaction of fibrinogen and
thrombin in the system. Specifically, droplet templates gener-
ated at the pneumatic valve, containing NaA and fibrinogen,
are delivered into the shell flow by immiscible middle flow,
where the NaA and fibrinogen molecules diffuse to the middle

Biomaterials Science Paper

This journal is © The Royal Society of Chemistry 2020 Biomater. Sci., 2020, 8, 5476–5488 | 5479

Pu
bl

is
he

d 
on

 1
5 

 2
02

0.
 D

ow
nl

oa
de

d 
on

 0
4-

11
-2

02
5 

00
:1

8:
49

. 
View Article Online

https://doi.org/10.1039/d0bm01085e


flow due to the concentration gradient. Similarly, CS and
thrombin molecules within the shell flow can diffuse to the
middle flow. When all four reactants meet at a spherical inter-
face, the complexation of oppositely charged NaA and CS and
the enzymatic reaction of fibrinogen and thrombin occur to
form a binary complex and fibrin hydrogel, respectively. Since
the binary complex of NaA and CS, serving as a semipermeable
membrane, can stop the further diffusion of macromolecules
(e.g., NaA, CS, fibrinogen), the well-defined binary shell and
hydrogel core are maintained in the capsules. Herein, the reac-
tion time (including diffusion and complexation processes)
between NaA and CS is only 1.9–4.7 s. The very short time is
sufficient to ensure the synthesis of core–shell CHCs without
agglomeration occurrence during the subsequent collection

process in the proposed chip. In addition, hundreds to thou-
sands of capsules can be produced within one minute using
mechanical valves in the system (Fig. S1 and Movie S1, ESI†),
indicating the efficiency of our system for generating microdro-
plets with well-controllability and high speed. It also suggested
the potential of this system for fabricating cell-loaded 3D
scaffolds in a high-throughput manner. In addition, the speed
of microdroplet generation can be easily increased by fabricat-
ing more parallel units in the microfluidic device without
losing the homogeneity of droplets, which has been proved in
the previous work.20 The microfluidic chip is actually com-
posed of three layers of polydimethylsiloxane (PDMS) bonded
together (Fig. 1A and Fig. S2†). The core, middle and shell
flows were directly introduced into the microchannels of the

Fig. 1 Schematic diagram of the oil-free droplet microfluidic system to fabricate composite hydrogel capsules (CHCs) that enable the engineering
of liver organoids. (A) The configuration of the droplet microfluidic device, including shell flow, middle flow, core flow, compressed air, pneumatic
valve, and collection tank. (B) The procedure of the pneumatic valve for the generation of droplet templates. (C) The flow chart of engineering
human liver organoids from hiPSCs with the defined capsules. (D) The illustration of the synthesis of defined hydrogel capsules in the microfluidic
device.
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top layer, while the compressed air was injected into the
middle layer via the inlets of the top layer. As such, hydrogel
capsules can be produced in this system, which allows 3D
culture and self-organized formation of human liver organoids
in a continuous process by encapsulating hiPSC-derived
hepatic cells (Fig. 1C).

3.2. The controllable synthesis of composite hydrogel
capsules (CHCs)

The process of organoid formation in traditional approaches
is often spontaneous and uncontrollable, which would largely
affect their reproducibility. To generate organoids with con-
sistent and controllable dimension using hydrogel capsules,
the oil-free droplet system was optimized in the following
experiments. To explore the key parameters that affect the
capsule size, we measured the diameter of the capsules gener-
ated under various conditions. Herein, three factors, includ-

ing rates of multi-phase flows, valve switch cycle, and concen-
trations of NaA/CS, were studied systematically. Flow rates are
crucial factors in the system to affect the size of droplet tem-
plates and then the size of capsules. The effects of the core
flow were initially observed, which was varied from 0.1 to
0.4 µL min−1. The diameter of CHCs increased with the
increase of the core flow rate significantly (***p < 0.001)
(Fig. 2A and B). This result was obviously in accordance with
that in the general droplet microfluidic system due to the cor-
relation between the dispersed phase flow rate and droplet
size within a certain range.34 However, we do not observe
regular effects of middle/shell flow rates on the diameter of
CHCs (Fig. S3†). The regular changes of the diameter of CHCs
were mainly attributed to the core flow rate rather than
middle/shell flow rates. This is in agreement with previous
reports that the size of droplets was mainly regulated by the
flow rate of core stream under the jetting regime.35,36

Fig. 2 Effects of different fluid parameters on the diameter of capsules. (A) Bright-field images of hydrogel capsules synthesized at different core
flow rates, ranging from 0.1 to 0.4 μL min−1. (B) The plot of capsule diameter at different core flow rates (0.1 to 0.4 μL min−1). (C) Bright-field images
of capsules synthesized under different valve switch cycles, ranging from 0.2 to 0.6 s. (D) Diameter profiles of capsules obtained under different
valve switch cycles. Data are shown as mean ± SD. Student’s t-tests were performed. *p < 0.05, ***p < 0.001. (E) The images of capsules synthesized
with different concentrations of NaA/CS. (F) The diameter of capsules as a function of the concentrations of NaA/CS. Quantitative analysis of the dia-
meter of capsules were performed on at least 30 capsules. Scale bars: 100 μm.
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Furthermore, we measured the size distribution of CHCs
generated in different experimental groups to evaluate the
polydispersity and stability of our proposed method. As shown
in Fig. 2B and Fig. S2,† these capsules exhibited uniform fea-
tures and exhibited a relatively small coefficient of variation
(CV < 5%), leading to the potential of CHCs to constrain the
shape and size of loaded cargoes.

As above, the droplet templates were generated with the
control of pneumatic valve, of which switch cycle was also an
important parameter that affected the CHC diameter. Herein,
the valve switch cycle was defined as the total time of valve
being pushed and pulled. We measured the size of hydrogel
capsules generated with different valve cycles, ranging from
0.2 to 0.6 s. In this case, the size of CHCs was significantly
increased even with a small increment of the valve cycle (e.g.,
0.1 s) (Fig. 2C and D). According to our previous work, the
valve switch cycle influenced the size of droplet templates
directly due to mass conservation,20 thus resulting in the vari-
ation of capsules. In addition, the binary shells of capsules
were formed by the diffusion of NaA and CS in this system.
Herein, the driving force of the diffusion was the concen-
tration gradient according to Fick’s first law

J ¼ �D
@C
@X

� �
ð1Þ

with J being the diffusion flux, D being the diffusion coeffi-
cient, and ∂C/∂X being the concentration gradient. Thus, we
hypothesized that the concentrations of NaA and CS in core
and shell flow, respectively, could affect the CHC size in the
system. To verify the hypothesis, 0.5% (w/w) to 1.5% (w/w) NaA
and CS solutions were prepared to fabricate hydrogel capsules.
We measured the dimensional change of CHCs caused by the
concentration variation of NaA and CS, individually. With
increasing the concentration of NaA, the size of capsules
increased significantly (***p < 0.001) (Fig. 2E and F). In con-
trast, the diameter of capsules decreased significantly with the
increase of CS concentration. Such phenomena might result
from the relative diffusion flux of NaA and CS in the middle
flow. Increasing the concentration of NaA leads to a higher
diffusion flux of it. Thus, the complexation of NaA and CS
occurred farther away from the center of droplet templates,
resulting in the formation of larger CHCs. Oppositely, a higher
diffusion flux of CS made the reaction of NaA and CS closer to
the center of droplet templates, leading to the generation of
smaller CHCs.

3.3. Structural and componential characterization of CHCs

The internal structure, spatial distribution, and well-defined
compositions are the key features of hydrogel capsules,
making them suitable as scaffolds for 3D cell culture and
tissue growth. To evaluate these features of CHCs, capsules
under hydrous and freeze-dried conditions were investigated
with an optical microscope and a scanning electron micro-
scope (SEM). Initially, the hydrous capsules, synthesized with
fluorescein isothiocyanate-labeled chitosan (FITC-CS) and

without fibrinogen/thrombin, were investigated under an
optical microscope. Such capsules exhibited a transparent cir-
cular section, of which the edge was darker than the center
(Fig. 3A). Then, it was proved from the fluorescence images
that the FITC-CS was located at the dark edge of CHCs
(Fig. 3B). As mentioned in section 2.1, the binary complex of
NaA and CS can serve as a semipermeable membrane to stop
the further diffusion of CS into the capsule under the fabrica-
tion conditions, leading to the deposition of FITC-CS only at
the surface of the capsule. To further demonstrate the hollow
structure of these capsules, the freeze-dried CHCs were pre-
pared and characterized subsequently. The thin shell is pre-
sented in the SEM images, of which the thickness was about
200 nm (Fig. 3D).

In addition, the complexation of oppositely charged NaA
and CS in the shell and the enzymatic reaction of fibrinogen
and thrombin in the core were also evaluated. The compo-
sition of the CHC shell (synthesized without fibrinogen/throm-
bin) was studied using a FTIR spectrometer and compared
with that of unreacted NaA/CS. As shown in Fig. 3C, the peaks
in the region of 950–1200 cm−1 exhibited in all the spectra are
a result of various vibrations of the carbohydrate rings that are
the building blocks of both NaA and CS. The characteristic
peaks of NaA are at 1618 (asymmetric COO– stretching) and
1415 cm−1 (symmetric COO– stretching).37 Also, the typical
peaks of CS are at 1630 (amide I band), 1590 (N–H bending of
amine and amide II band), and 1385 cm−1 (amide III
band).37,38 The detailed peak assignments are shown in Fig. S4
and Table S1.†

When the NaA–CS capsules were formed, the peaks in the
spectra changed significantly. The asymmetric and symmetric
COO– stretching of NaA slightly shifted from 1618 to
1613 cm−1 and 1415 to 1413 cm−1, respectively, and became
broader due to the decrease of carboxyl charge density.39 As
for CS, the amide I and amide II bands shifted into a singlet
band at 1613 cm−1, and the N–H bending of amine at
1590 cm−1 disappeared because of the reduction of free amino
groups.38,40 In addition, a new peak (arrow) at 1730 cm−1

appeared on spectra of the NaA–CS capsule, which belonged to
the asymmetric stretching of COO–.41 All these results indi-
cated that the electrostatic complexation occurred between
negatively charged NaA and positively charged CS within the
capsules. To demonstrate the successful reaction of fibrinogen
and thrombin in the CHCs, fluorescent nanoparticles (red)
were added in the core flow to form the capsules without/with
fibrinogen and thrombin. As shown in Fig. 3Ea, the fluo-
rescent nanoparticles deposited at a corner in the CHCs due to
gravity after 12 h. In contrast, the fluorescent nanoparticles
maintained homogeneous distribution in the capsules with
the existence of fibrin. As such, the CHCs holding well-defined
spatial distribution and compositions were produced in our
system.

3.4. Evaluation of capsules as scaffolds for 3D cell culture

As above, the fabricated capsules in this system exhibited high
uniformity and defined compositions, which might provide
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promising scaffolds for cell encapsulation and scalable 3D
culture. In order to assess the possibility of CHCs for encapsu-
lation of cells, human liver (HepaRG) cells were initially resus-
pended in the core flow to settle in CHCs. Here, these capsules
could maintain their structural integrity for at least 25 days
under cell culture conditions, demonstrating the stability of
hydrogel capsules for cell culture (Fig. S5†). After encapsula-
tion, the cell-laden capsules with fibrinogen in the core were
immersed in thrombin solution to further facilitate the pro-
duction of the fibrin matrix in the capsules by the enzymatic
reaction. As shown in Fig. S6A,† HepaRG cells aggregated and
spontaneously formed small spheroids in CHCs after encapsu-
lation at day 1. These cell spheroids kept growing until filling
up the whole capsules during 10 days of culture. The sizes dis-
tribution of the spheroids at days 1 and 10 was also analyzed,
which showed a relatively narrow particle size distribution at
both days (Fig. S6B†). These data indicate that the CHCs can

constrain the shape and size of the 3D tissue with uniform
morphology.

Compared to the cellular spheroids produced using other
methodologies, such as micro-wells42 and hanging drop,43

these spheroids are more promising in their reproducible
generation and show higher uniformity and potential of cell
therapy due to the inherent advantages of droplet microflui-
dics and the presence of capsules. Moreover, the hepatic
spheroids showed favorable cell viability demonstrated by
liver/dead assay over time (Fig. S6C†). The proliferation
ability of hepatic spheroids was quantitatively evaluated at
days 1, 4, 7, and 10 after cell encapsulation, suggesting that
the liver tissues grew well in CHCs (Fig. S6D†). As seen from
the SEM images, the hepatocytes within the spheroids
exhibited tight junctions (Fig. S6E†). These data further con-
firmed the proper survival and proliferation properties of
liver cells and high biocompatibility of this system. In

Fig. 3 Characterization of the structure and composition of hydrogel capsules. (A) Bright-field image of massively produced hydrogel capsules.
Scale bar: 200 μm. (B) Fluorescence image of hydrogel capsules synthesized with FITC-chitosan. Scale bar: 100 μm. (C) The FTIR spectra of Na-algi-
nate, chitosan and NaA–CS binary capsules. (D) SEM images of freeze-dried capsules. (E) Fluorescence image of capsules filled with fluorescent
nanoparticles. Scale bar: 50 μm. For (A to E), all the capsules were fabricated under the same conditions (rates of core, middle and shell flow: 0.15, 2,
and 4 μL min−1; valve cycle: 0.4 s; concentrations of NaA/CS: 1%). For E-b, capsules were fabricated under the aforementioned flow conditions, but
with the existence of fibrinogen and thrombin in the core and shell flows, respectively.
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addition, the liver-specific function was identified by
immunostaining for albumin in liver tissues on day 10. As
shown in Fig. S6F,† the liver spheroids within CHCs dis-
played a positive expression of albumin. To assess the liver-
specific functions of liver tissues in CHCs over an extended
period quantitatively, we measured the urea synthesis. The
level of urea production by the liver tissues gradually
increased from day 1 to day 9 (Fig. S6G†). These results indi-
cate that the CHC system is beneficial to HepaRG cell self-
assembly and proliferation after encapsulation, as well as
facilitate proper viability, prolonged 3D culture and liver-
specific function of the tissues.

3.5. Generation and 3D culture of human liver organoids
in CHCs

The hiPSCs possess a powerful capability of self-renewal and
self-organization, which allows the generation of organoids in
the 3D culture system. At present, liver organoids derived from
hiPSCs are a new type of in vitro liver model for disease model-
ing and drug testing.30,44 In the following experiment, we
investigated the feasibility of CHCs as 3D scaffolds for engin-
eering liver organoids from hiPSCs. The hiPSCs are initially
differentiated into definitive endoderm and hepatic progeni-
tors with addition of sequential chemical factors under 2D
culture conditions. Then, the differentiated hepatic cells are
resuspended in the core flow with fibrinogen and encapsu-
lated into capsules. As shown in Fig. 4A, the encapsulated cells
were dispersedly distributed within the core fibrin scaffold of
capsules on day 0. By day 2, the hepatic cells are found to self-
organize into single complete spheroids with a clear edge in
CHCs. Furthermore, the spheroids grew well and rapidly
expanded into large organoids from day 2 to day 6, demon-
strating the efficient development and generation of liver orga-
noids in CHCs.

To quantitatively evaluate the growth of liver organoids in
capsules, the size distribution of organoids from 2 days to 8
days of culture was measured by the average diameters. As
shown in Fig. 4B, the liver organoids exhibited increased size
as development proceeded. The liver organoids can grow up to
about 106 μm in size after culturing for 8 days in CHCs.
Finally, massive liver organoids in CHCs with consistent size
and morphology were obtained (Fig. 4A). Also, these organoids
exhibit a relatively narrow particle size distribution at days 2
and 8 (Fig. 4C). In addition, the cell viability of organoids was
examined on days 1 and 7, showing the favorable viability (over
95%) of liver organoids in capsules (Fig. 4D and E). These data
indicate that the CHC system is highly biocompatible for cell
encapsulation, growth, organization and organoid formation
due to the mild all-aqueous liquid environment. Moreover, the
uniform capsules are beneficial to facilitate the production of
organoids with consistent morphology and size, which may
reduce the variability of organoids. This flexible system may
also be utilized as scaffolds for engineering other types of 3D
microtissues in vitro, thus providing a new approach to build
biomimetic 3D tissue models.

3.6. Identification of the differentiation and functions of
liver organoids in CHCs

Liver organoids derived from hiPSCs are multicellular tissues
including hepatocytes and cholangiocytes. To identify the
differentiation features of liver organoids in CHCs, the gene
expression profiles related to hepatic lineages were analyzed by
real-time PCR (Fig. S7†). The gene expression in hiPSC acted
as the control. As expected, the mature hepatocyte (ALB,
RBP4), cytochrome P450 gene (CYP3A4), and cholangiocyte
(CK7, CK19) markers were examined at increased levels in liver
organoids in CHCs. Notably, the organoids in CHCs showed
significantly higher expression of the ALB, RBP4, CYP3A4 and
CK7 genes compared to the 2D liver cells at the same stage,
demonstrating the enhanced differentiation of liver-specific
genes in 3D liver organoids in capsules.

In vivo, the physical and chemical microenvironment
factors are crucial for the liver organogenesis, such as 3D
matrix. Fibrin is a biocompatible hydrogel, which could serve
as an ECM scaffold to offer an appropriate environment for 3D
cell culture, differentiation and formation of organoids.45,46 To
examine the effect of fibrin scaffolds on the differentiation of
liver organoids, we performed real-time PCR analysis of
hepatic lineage genes. As shown in Fig. 4F, both the hepatocyte
(AFP, ALB, RBP4, CYP3A4) and cholangiocyte (CK7) related
genes showed markedly higher expression with fibrin com-
pared to that without fibrin during the process of organoid
differentiation in capsules (Fig. 4F). The data indicated that
defined 3D fibrin scaffold could facilitate the differentiation
and maturation of liver organoids, further confirming the
importance of a controlled favorable ECM microenvironment
on engineering stem cell organoids. Overall, these results
demonstrate the feasibility of engineering liver organoids from
hiPSCs using the CHC system.

Next, we further examined the protein expression and distri-
bution of hepatic lineage identities in liver organoids by
immunohistochemical analysis. As shown in Fig. 5A, the orga-
noids abundantly expressed the hepatic-specific markers
CYP3A4 and ALB. Moreover, they showed both positive
expression of cholangiocyte markers CK7 and CK19 within the
luminal structures, resembling bile ducts (Fig. 5B). The data
revealed the cellular heterogeneity of liver organoids composed
of hepatocytes and cholangiocytes. To further examine the
functional properties of liver organoids in CHCs, we assessed
the liver-specific functions of organoids during the culture
period in capsules, including urea synthesis and albumin
secretion (Fig. 5C and D). The liver organoids maintained a
stable level of albumin and urea production in CHCs. Overall,
this CHC system may offer an appropriate cellular microenvi-
ronment by integrating the 3D matrix and cell–cell inter-
actions, which could facilitate the generation of functional
liver organoids in a controlled manner. In future, this orga-
noid-CHC system with well-defined properties and high bio-
compatibility may provide a potential platform for preliminary
drug testing and serve as effective carriers for immune iso-
lation to translate into clinical studies.
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Fig. 4 The encapsulation and formation of hiPSC-derived liver organoids in CHCs. (A) Bright-field images of liver organoids after encapsulation in
capsules for 0, 2, 4, 6 and 8 days. Scale bars for a–e: 50 μm; f: 100 μm. (B) Diameter profiles of liver organoids in capsules on days 2, 4, 6 and 8.
Quantitative analysis of the diameter of liver organoids was performed on at least 15 organoids. Data are shown as mean ± SD. (C) Size distribution
was assessed by the diameter of cellular spheroids in capsules on days 2 and 8. (D and E) Cell viability of liver organoids was evaluated at days 1 and
7 of culture in capsules by live/dead staining and fluorescence quantitative analysis. The green and red fluorescence represents live and dead cells,
respectively. Scale bar: 50 μm. (F) The expressions of hepatocyte-associated genes (AFP, ALB, RBP4 and CYP3A4) and cholangiocyte-associated
genes (CK7, CK19) were examined in liver organoids with or without fibrin scaffolds in CHCs using real-time PCR. The expression values were nor-
malized to GAPDH. Three independent experiments were performed. Data are shown as mean ± SD. **p < 0.01, ***p < 0.001.
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4. Conclusions

In summary, we proposed a new approach for one-step fabrica-
tion of defined composite hydrogel capsules for engineering
stem cell organoids in an oil-free droplet microfluidic system.
This system enables 3D culture, differentiation and generation
of functional liver organoids from hiPSCs in a continuous
process. The synthetic CHCs are characterized by high biocom-
patibility, stability, uniformity and high-throughput in a mild
all-in-water microenvironment, which is beneficial for 3D
culture, assembly and formation of organoids within the
defined hydrogel scaffolds in a controlled manner. The pro-
duced liver organoids in CHCs showed favorable growth and
uniform size, as well as liver-specific functions. The estab-
lished CHC system provides a controllable and stable 3D
scaffold for organoid generation in a high-throughput and
reproducible way, partially addressing the potential limitations
in conventional methods. By combining stem cell biology,
defined hydrogels and droplet microfluidics, this work pro-

vides a proof-of-concept for organoid engineering using an
integrative strategy. It also offers a robust platform to advance
organoid applications in drug testing, disease modeling and
regenerative medicine.
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Fig. 5 Identification of differentiation and hepatic functions of liver organoids in CHCs. Immunohistochemical staining of (A) hepatocyte markers
(ALB, CYP3A4) and (B) cholangiocyte markers (CK7, CK19) in liver organoids after 7 days of encapsulation in capsules. DAPI stained the nuclei (blue).
Scale bars: 50 μm. Albumin secretion (C) and urea synthesis (D) in liver organoids after encapsulation of 2, 4, 6 and 8 days.
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