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A new kind of ultrafast near-infrared light responsive shape memory assisted self-healing polymer com-
posite was prepared by introducing polydopamine particles (PDAPs) into polyurethane containing Diels—
Alder bonds. The mechanical properties of the polyurethane composites are significantly enhanced with
the addition of PDAPs due to the strong interface interaction between PDAPs and polyurethane segments.
Owing to the outstanding photothermal effect of PDAPs and excellent dynamic properties of Diels—Alder
bonds, the composites possess rapid light responsive shape memory and self-healing properties. The
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shape memory ability of the materials also plays an important role in improving the self-healing efficiency.
Due to the excellent dispersion and easy preparation method, PDAPs have great potential to be used as
high-efficiency and environmentally friendly fillers to obtain novel photoactive functional polymer
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Introduction

With the demand for improving the reliability and resource
utilization efficiency, and extending the lifetime of materials,
self-healing polymer materials that mimic the ability of living
systems have become an important research field in recent
years.”™ Two main strategies have been used to obtain self-
healing polymers. First, the microcapsules or micro-fluid
channel networks capable of storing and releasing healing
agents are dispersed into polymer materials to repair the
damaged crack.>” Second, reversible covalent or non-covalent
bonds®® such as dynamic disulfide metathesis,'® Diels-Alder
reaction,"” ™" imine bond exchange,"* hydrogen bonding,"*"®
metal-ligand interactions,"”® electrostatic interactions'® and
so on, are introduced into polymer materials to form intrinsic
self-healing polymers. Of the two approaches, intrinsic self-
healing polymers have received increasing attention as no
external materials were introduced and also multiple repairing
can be easily attained. Generally, a self-repair procedure
includes molecular diffusion, the contact of failure surfaces,
and the rupture and formation of dynamic bonds or inter-
actions. In practical applications, the destruction of the
material is often accompanied by a large deformation or
crack inside the material which is very difficult to repair. In
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order to address this challenge, the shape memory function
was introduced into self-healing materials to recover the shape
and close the crack. Previously shape memory alloy wires or
shape memory polymer fibres were embedded into a polymer
matrix to improve the self-healing performance.”*>* Mather
et al. reported another strategy in which they blended thermo-
plastic linear poly(3-caprolactone) (PCL) with a crosslinked
PCL network or distributed PCL fibres randomly in a shape
memory epoxy matrix.>>>® Lu et al. synthesized a new kind of
ultrasound healable shape memory dynamic PCL-based poly-
urethane bearing Diels-Alder bonds, which not only possesses
high mechanical strength and toughness, but also exhibits
shape memory assisted crack-closure and healing upon
exposure to ultrasound.?”

Light is the most favourite power supply mode which can
spatially and temporally heat the materials, and the light-
induced temperature increase can be tuned by adjusting the
light intensity.”*** The long-wavelength near-infrared (NIR)
light can efficiently penetrate through materials which makes
NIR light a perfect candidate for remote stimulus control,
especially for biomaterials.**** The most common strategy for
preparing NIR-responsive materials is to introduce NIR-respon-
sive fillers into the polymer matrix. A variety of photothermal
conversion reagents such as carbon nanotubes,® graphene
oxide,*® organic dyes37 and conjugated polymers®® were used
to trigger self-healing and shape-memory by absorbing NIR
light and converting it into thermal energy.*® One drawback of
these materials is the poor interface interaction between the
filler and polymer matrix, which will seriously affect the per-
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formance and stability of the composites. Developing novel
NIR rapid responsive fillers possessing good compatibility
with the polymer matrix is still highly deserved.

Mussel-inspired polydopamine has attracted great attention
since it was reported as a smart coating material in 2007.%° As
a derivative of natural melanin (eumelanin), polydopamine
was rapidly applied in a wide range of fields in chemical,
materials and biological science.’ Furthermore, polydopa-
mine has been used as a photothermal agent with strong NIR
absorption and high photothermal conversion efficiency,
which is much higher than those of previously reported
photothermal agents, such as 100 times higher than those of
carbon nanotubes.*? Li et al. reported a polydopamine coated
shape memory polymer which enables the light triggered
shape recovery, light controlled shape reprogramming and
surface functionalization of polymers.** Considering the excel-
lent photothermal effect, multifunctional groups and avail-
ability of polydopamine, it is of great interest to fabricate
smart polymer composites by using polydopamine particles as
fillers.

Herein, we present a universal approach to prepare photo-
active shape memory assisted self-healing polymer composites
by utilizing PDAPs as fillers in dynamic crosslinked poly-
urethane containing DA bonds.>” DA bonds were introduced
into the polymer networks due to their dynamic properties,
endowing the composites with self-healing properties. PDAPs
were selected because of their excellent photothermal effect,
which can induce the temperature increase of the composites
to achieve the shape recovery and self-healing. Moreover, com-
pared with other fillers, PDAPs are much easier to be evenly
dispersed in the matrix materials, and have the strong inter-
face interaction with the DAPU segment, and thus can improve
the mechanical properties dramatically.

Experimental
Materials

Unless otherwise stated, all reagents and solvents were com-
mercially supplied and used without further purification.
Polycaprolactone diol (Perstorp, Capa 2402, M, = 3000
g mol™") was dried under vacuum at 110 °C for 12 h prior to
use. PDAPs with various grain diameters were obtained in a
weak alkaline aqueous solution according to the literature.**

Synthesis of crosslinked PU containing Diels-Alder bonds (DAPU)

The DAPU was synthesized following the route shown in
Scheme S1.7*” Typically, a dual hydroxyl group functionalized
small molecule containing DA bonds was firstly synthesized.
Then the isocyanated terminated PCL prepolymer was syn-
thesized by the reaction between 4,4-methylene diphenyl
diisocyanate (MDI) and polycaprolactone diol (M, = 3000
g mol™") with a molar ratio of 2:1 at 80 °C. Finally, the as-
synthesized DA compound, prepolymer and the hexamethyl-
ene diisocyanate trimer (tri-HDI) were mixed and reacted to
obtain a pale yellow and non-transparent solid.
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Preparation of polydopamine particles (PDAPs)

For a typical synthesis of PDAPs with an average size of
340 nm, the aqueous ammonia solution (NH,OH, 5 mlL,
28-30%) was mixed with ethanol (80 mL) and deionized water
(180 mL) under stirring at 30 °C for 30 min. Dopamine hydro-
chloride (1 g) was dissolved in deionized water (20 mL) and
then added into the above mixture. The color of this solution
immediately turned pale brown and gradually changed to dark
brown. The reaction was allowed to proceed for 24 h. The
PDAPs were obtained by freeze drying after centrifugation and
washed with water three times. The control over the size of
PDAPs was achieved by adjusting the amount of aqueous
ammonia solution (3, 4, 6 mL for 730, 540, 220 nm,
respectively).

Preparation of DAPU-PDAP composites

The dried DAPU powders were pre-mixed with PDAPs
(0.01-1 wt%) by using a high speed mixer and the mixture was
extruded using a twin-screw extruder (L/D: 36, model: SHJ-25,
Nanjing Chengmeng Plastics Machinery Industry Company,
Ltd, China) at 120 °C, and cut into pellets and then dried in a
vacuum oven for 6 h. These dried pellets were then injection
molded by using a Haake Minijet to obtain the DAPU-PDAP
composite samples. Typical injection parameters are listed in
Table S1.f In order to express more clearly, we named the
sample with X wt% PDAPs as DAPU-PDAP-X. Unless otherwise
stated, the size of the particles used in DAPU-PDAP compo-
sites was 340 nm.

The biocompatibility of DAPU and DAPU-PDAP-1

The fibroblasts were used for the cytotoxicity evaluation experi-
ment. The DAPU and DAPU-PDAP-1 sample were cut into
discs (diameter: 0.4 cm) by punching. 100 pL of fibroblast
suspension (1 x 10" cells per mL) was seeded in a 96-well
plate, with five replicates for each group, then samples were
added to the well and the cells cultured in the well without
sample served as control. All the samples and wells were
washed with phosphate buffered saline (PBS, pH: 7.4) and
then 100 pL fresh Dulbecco’s Modified Eagle’s Medium
(DMEM) was added to each well. The cell numbers of the
samples that were incubated at 37 °C were counted with CCK8
at the time points of 1, 3, 5 and 7 days. 10 pL of CCK8 were
added to each well. The absorbance was measured at 450 nm
by using a Thermofisher Scientific Varioskan Flash.

Characterization

FTIR spectra were recorded on a Nicolet 560 FTIR spectro-
meter. The fracture surface was observed by using an optical
microscope (VHX-1000, KEYENCE, Japan). The morphology of
PDAPs and the dispersion in polymer matrixes were observed
on an FEI-inspect F SEM with an acceleration voltage of 15 kV.
The DAPU-PDAP composites were cut into films with a thick-
ness of about 80 nm using a Leica EMUC6/FC6 ultra-thin
slicer, and then the film was placed in a copper mesh for
transmission electron microscopy (TEM) observation by using
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a FEC Tecnai F20 S-TWIN (the acceleration voltage was
200 kV). Mechanical properties were measured with an Instron
Machine (Model 5567) at room temperature, and thermal
response shape memory behavior was also tested on the same
Instron Machine at Tyans of DAPU, by stretching the sample to
50% and 100%, respectively (sample size: length ~35 mm,
width ~5 mm, and thickness ~3 mm). The elongation rate was
20 mm min~".

The dynamic thermomechanical properties of the samples
(thickness: ~0.5 mm) were tested by using a TA Q800 dynamic
mechanical analyzer in the stretching mode, the test tempera-
ture was from —110 °C to 120 °C, the heating rate was
3 °C min~", and the stretching frequency was 1 Hz. The photo-
thermal effect of the composite was recorded in real time by
using an Infrared Thermal Imager (Testo 875-1i). In this work,
we studied the photothermal effect with an 808 nm near-
infrared (NIR) light.

The NIR triggered self-healing test was conducted as
follows: the rectangular sample was first cut into two pieces and
were then brought into contact immediately at room tempera-
ture, and exposed to NIR light with diverse irradiation inten-
sities and times. As to the thermal healing test, the damaged
and contacted samples were thermally treated successively at
110 °C for 1 h and at 80 °C for different times. Additionally, the
self-healing properties were evaluated by tensile-stress curves
and the healing efficiencies were calculated from the ratio of
tensile strength of healed and original samples.

Results and discussion

Preparation and characterization of PDAP and DAPU-PDAP
composites

PDAPs with various diameters could be obtained by oxidation
polymerization of dopamine in the weak alkaline aqueous
solution at room temperature (Fig. 1a).** The dopamine was
spontaneously oxidized and polymerized into spherical PDAPs
via intra/intermolecular cross-linking. SEM and TEM were
employed to study the morphology and size distribution of the
particles. As shown in Fig. 1(d-g) the obtained PDAPs were

Fig. 1 (a) Schematic illustration of the synthesis of PDAPs. (b) PDAP dia-
meter distribution statistical analyzed from SEM images by Nano
Measurer 1.2. (c) Typical TEM image of PDAPs with an average diameter
of 340 nm. (d—g) SEM images of PDAPs with different diameters pre-
pared at different ratios of ammonia to dopamine.
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uniformly spherical and the average particle size from 220 to
730 nm could be obtained by tuning the ratio of ammonia to
dopamine. The particle size distributions were statistically ana-
lyzed from the SEM images by Nano Measurer 1.2, and it can
be seen that the particle size distribution is nearly mono-
disperse (Fig. 1b). The typical TEM image in Fig. 1c showed
that the particles are solid and the surface is a little bit rough.
With the increase of the PDAP concentration, the samples
become darker (Fig. S17). The SEM images of blank DAPU and
DAPU-PDAP composites are shown in Fig. 2a and b, respect-
ively. It can be observed that polydopamine particles are uni-
formly distributed in the DAPU matrix. It seems that the mor-
phology of the particles changes possibly due to the external
force by melt extrusion. The TEM image in Fig. 2¢ also con-
firms this. The light-colored areas at the particle edge may be
due to the mutual wetting of the particle and the matrix.
Unlike inorganic particles, such as metal oxide and silica par-
ticles, which usually have a large phase contrast and clear
interface between the polymer matrixes, the observed interface
between PDAPs and DAPU is vague, indicating a good compati-
bilization between DAPU and PDAPs. PDAPs have a large
amount of amino and hydroxyl groups on the surface, which
can interact with the polyurethane to form strong bonding.
The mechanical properties of DAPU-PDAP composites are
listed in Table 1. A significant increase in mechanical pro-
perties was observed with increasing PDAP content.
Surprisingly, at only 1 wt% PDAP content the strength was dra-
matically enhanced from 16.3 to 22.6 MPa, while the strain at
break was almost unchanged. Also the modulus was enhanced
from 216 to 247 MPa. This is different from the inorganic filler
reinforced composite system in which usually the increase in
the tensile strength and modulus will sacrifice the flexibility.
The effect of PDAP particle size on the mechanical properties
was also studied. From Fig. 2d, the tensile strength of DAPU-
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Fig. 2 SEM images of (a) blank DAPU and (b) DAPU-PDAP composites
(PDAP content: 1 wt%); (c) typical TEM image of PDAPs in DAPU-PDAP
composites (PDAP content: 1 wt%); (d) effect of PDAP particle size on
the tensile properties of DAPU-PDAP-1 with 1 wt% PDAP content; (e)
FTIR spectra of DAPU-PDAP composites with different contents of
PDAPs (PDAPs size: ~340 nm).
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Table 1 Mechanical properties of DAPU-PDAPs with different PDAP contents

PDAP content [wt%] Stress at break [MPa]

Strain at break [%]

Young’s modulus (MPa) Yield strength (MPa)

0 16.3+1.3 1386 + 117
0.01 17.8+£1.2 1373 +132
0.1 19.3+1.6 1336 + 133
0.5 20.4+1.4 1320 + 142
1 22.6 £2.2 1356 + 109

PDAPs at 1 wt% PDAP content increases from 18.3 to 22.6 MPa
when PDAP particle size decreases from 730 nm to 220 nm.
This may be because at the same mass fraction of PDAPs, for
smaller size particles a larger number of particles were
required, and thus strong bonding can be formed to enhance
the mechanical properties of the polymer.

FTIR spectra in Fig. 2e recorded the transmittance intensity
variations of free carbonyl at 1732 cm™" and hydrogen-bonded
carbonyl groups at 1706 cm™' of DAPU-PDAP composites.*’
With the increase of the PDAP content, the peak intensity of
free carbonyl decreases while that of the hydrogen-bonded car-
bonyl groups increases significantly. In addition, the -OH
stretching band in the spectra shifts from 3322 em™ of neat
DAPU to lower wavenumbers 3285 cm ™ of DAPU-PDAP-1 with
the increase of the PDAP content. These results demonstrate
that PDAPs can form strong hydrogen bonding with the polymer
matrix, and thus further enhance the mechanical properties of
the composites by improving the interfacial interaction with the
DAPU matrix. An analogous hydrogen bonding interaction was
also found in melanin particle filled polyurethane composites
reported by Wang et al*® There are also a lot of amino and
hydroxyl groups on the melanin particles, which can form hydro-
gen bonds with PU molecular chains. Xiong et al. prepared
PDAP/poly(vinyl alcohol) (PVA) composites in which the hydro-
gen bonds were formed between PDAPs and PVA.*’

Photothermal effect of DAPU-PDAP composites

The photothermal effect is the prerequisite for the light active
shape memory and self-healing behavior. UV-vis spectra in
Fig. S47 show that the PDAPs have an excellent absorption over
the whole light region. Considering the mild non-invasiveness
and the penetrability of NIR light, the photothermal effect for
the disk-shape DAPU-PDAP samples with a diameter of
20 mm and a thickness of 4 mm was investigated under
808 nm NIR light. The temperature increase as a function of
irradiation time under NIR light was recorded with a thermal
infrared camera. Fig. 3b shows that for the DAPU-PDAP-0.1
samples, under NIR irradiation with a light intensity of 0.75
W cm™?, the temperature increases rapidly to 122 °C in 20 s,
and then remains constant. Fig. 3b shows that with increasing
PDAP content, the heating rate increases significantly and the
equilibrium temperature is further increased. At a PDAP
content of 1 wt%, the temperature can reach 155 °C.
Increasing the NIR light intensity will lead to a higher equili-
brium temperature (Fig. 3c). For example, at a PDAP content of
~0.01 wt%, the equilibrium temperature changes from 38 to

This journal is © The Royal Society of Chemistry 2018
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Fig. 3 (a) Temperature increase as a function of NIR exposure time for
DAPU-PDAP-0.1, PDAP size: 340 nm; (b) temperature increase of
DAPU-PDAP composites with different PDAP contents (wt%) exposed
to a 808 nm NIR light with a light intensity of 0.75 W cm™2, PDAP size:
340 nm; (c) the equilibrium temperature of DAPU-PDAP composites
containing PDAPs over NIR light intensity, PDAP size: 340 nm; (d) the
equilibrium temperature of DAPU-PDAP composites with different
PDAP particle sizes exposed to a 808 nm NIR light with a light intensity
of 0.75 W cm™2.

121 °C when increasing the light intensity from 0.25 to
2 W em™?, suggesting a good light controlling behavior.

Fig. 3d shows that the effect of the particle size on the
temperature increase is not so obvious within our investigated
size range from 220-730 nm. Compared with the convention-
ally used photothermal Au nanoparticles (AuNPs), both PDAPs
and AuNPs displayed an efficient photothermal effect at very
low filler content and irradiation intensity, however, PDAPs
reported a higher photothermal conversion efficiency.?®**8
Liu et al. reported that except for the high photothermal con-
version efficiency, PDAPs exhibit much better photostability
than AuNPs allowing PDAPs to absorb more light and convert
it into heat during NIR irradiation.*®

Photo-stimulated shape memory assisted self-healing
PDAP/DAPU composites

The DAPU-PDAP composite samples with different PDAP con-
tents were deformed at 65 °C and cut as shown in Fig. 4e
and f. When the sample was irradiated with NIR light
(0.75 W ecm™?), the crack immediately closed due to its shape
memory function and healed after the crack closure due to the
dynamic Diels-Alder reaction.?” Fig. 4a shows the stress-strain

Polym. Chem., 2018, 9, 2166-2172 | 2169


https://doi.org/10.1039/c8py00162f

Published on 23 mars 2018. Downloaded on 13.03.2026 05.59.24.

Paper

a b
g
z 4
& <
- s
z £
- X
Z 5
- o
@ £
MhwC !

ol ortginat -

0 300 600 900 1200 1500

Irradiation time (s)

Strain (%)

<)
g

00 | ZZ0.01 % T2 0.1 %Z20.5% 21 % |
7

= g
3 ] <
< 80 2!
H £ 60!

v
¢ “ £ |
= 4o @ 40
£ | = 1
3 204 Z 204

0 1 2 3

Irradiation time (s) Damage-healing cycles

. , \,IR

Deformation and NIR assisted crack

- = * S —

Fig. 4 (a) Stress—strain behavior of the damaged and healed DAPU-
PDAP-0.01 (NIR output power: 0.75 W cm™), (b) effect of the NIR
output power on the self-healing efficiency of DAPU-PDAP-0.01, (c)
effect of the PDAP content on the self-healing efficiency of DAPU-
PDAP composites under 0.75 W cm™2 NIR irradiation, (d) self-healing
efficiency of DAPU—-PDAP-0.01 after multiple “damage—healing” cycles
(NIR output power: 1 W cm™, irradiation time: 60 s), schematic illus-
tration (e), photos (f) and 3D images (g) of the NIR-triggered self-
healing process of DAPU-PDAP-0.01 (PDAP particle size: 340 nm).

curves for the original, damaged and healed samples at
different healing times (samples were cut at the middle). The
original ultimate strain at break and tensile strength of the
materials is ~1385% and ~22 MPa and decreases to ~80% and
~6 MPa respectively after the sample is damaged. When the
sample is subjected to NIR irradiation (0.75 W cm™?), the
healing starts and the mechanical strength recovers with time.
After NIR treatment for 60 s, the sample exhibits almost the
same stress and strain at break as the original material,
showing a self-healing efficiency of ~96%. The thermal
healing test was also conducted as shown in Fig. 4a. After the
two fractured surfaces were brought into contact and stored at
110 °C for 1 hour, they were healed at 80 °C for 60 s, 12 h and
24 h respectively. The samples can’t be repaired by heating for
60 s; when the samples were heated for 24 h, the repair
efficiency is ~76%, much lower than that of samples subjected
to 60 s NIR irradiation. Compared to the conventional heating,
the spatially light controlled heating and cooling process
allows the material to be ultra-fast repaired. The repairing time
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was shortened from few hours or even days to several minutes.
The self-repairing behavior of the DAPU-PDAP composites can
also be observed by using the optical microscope. The 3D
images in Fig. 4g confirmed the NIR-triggered shape memory
assisted repairing process. The damaged area by mechanical
scratch was repaired immediately after exposure to NIR light.

The NIR triggered self-healing behaviors of DAPU-PDAP
composites were further investigated by varying the NIR light
intensity and PDAP concentration. As shown in Fig. 4b, when
the light intensity was below 2 W cm ™2, the healing efficiency
can be improved with the increase of NIR light intensity as
long as the irradiation time was appropriate. However, long
time NIR irradiation will damage the materials and decrease
the healing efficiency. After 30 s NIR exposure at a light inten-
sity of 2 W em ™2, the healing efficiency is ~81%, and decreases
to ~57% after NIR treatment for 60 s. The decrease should be
attributed to the high temperature induced damage on the
sample when the light intensity is too high or the irradiation
time is too long. With increasing PDAP content, the photo-
thermal effect is significantly enhanced. However, the healing
efficiency of the sample at a high PDAP content decreases with
the prolonged irradiation time. For 1 wt% PDAP composite,
the healing efficiency can be ~93% after 10 s irradiation, but
drops to 63% when the irradiation time extends to 60 s
(Fig. 4c). Multiple damage-repair cycles for the sample DAPU-
PDAP-0.01 were also conducted. The healing efficiency after
the first, second and third damage-repair cycles is ~96%,
~87% and ~78%, respectively (Fig. 4d), suggesting that the
materials can be repetitively healed. All of these observations
illustrated that the DAPU-PDAP composites possess excellent
and repeatable NIR triggered self-healing properties.

The thermally induced self-healing mechanism of DAPU
has been studied based on temperature-dependent reversible
covalent cross-linking of the DA bond in our previous work.””
A retro-DA (rDA) reaction for DAPU will proceed at a high
temperature of above 120 °C; the disconnected DAPU chains
with furan and maleimide moieties resulted from the rDA reac-
tion have enough mobility and will reform the DA bond
through network reconnection when cooling down to room
temperature, consequently, the fractured crack of the sample
can be healed. In our systems, under NIR irradiation, PDAPs
absorb the light and convert it into heat energy, which results in
the temperature increase of composites for the shape recovery
and rDA reaction. Since NIR light can spatially and temporally
heat the crack area without causing the overall temperature
increase of the sample, once NIR light is removed, the irradiated
parts can quickly cool down and the broken DA bonds will be
reformed to achieve a shape memory assisted self-healing func-
tion (Fig. 5a). Replacing heating with NIR light has not only
improved the controllability, but also greatly improved energy
efficiency. It is worth mentioning that in our self-healing poly-
urethane system DA bonds were distributed at both the cross-
linking points and the main chains.”” When DA bonds are
broken, the cross-linked polymer will be degraded into small
molecular weight chains to improve the molecular motility, this
is also the one of the reasons for the ultra-fast self-healing.

This journal is © The Royal Society of Chemistry 2018
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Fig. 5 (a) Schematic illustration of NIR triggered shape memory assisted
self-healing process of DAPU-PDAP composites; (b) in order to confirm
the shape memory assisting the self-healing, the samples were stretched
at 65 °C to 50% strain, and fixed at 10 °C under stress. The stress was
removed after the temporary shape was fixed to obtain the stretched
samples. Then the stretched samples were cut through in the middle of
samples to obtain a 50% width crack. The un-stretched samples were
cut in the same way as a contrast; (c) the healing efficiency of DAPU—-
PDAP composites cut with stretching and non-stretching obtained from
the method of (b) under 30 s NIR irradiation (0.75 W cm™2) (PDAP par-
ticle size: 340 nm).

In order to confirm the role of the shape memory effect in
the self-healing process, the stretched DAPU-PDAP samples
with cracks were prepared. As shown in Fig. 5b, the DAPU-
PDAP samples were stretched slowly at 65 °C to 50% strain,
and fixed at 10 °C, and then the stretched samples were cut to
obtain two cracks with ~50% of the sheet width at the middle
of the sample. The un-stretched samples were also cut in the
same manner as a contrast. The two groups of samples were
repaired under the same conditions (0.75 W cm™2, 30 s NIR
irradiation). The results in Fig. 5¢ showed that the stretched
samples possess a higher self-healing efficiency. At a PDAP
content of 1 wt%, the healing efficiency of the stretched
samples is ~96%, while only ~76% for the un-stretched
sample. Fig. S31 shows that all the PDAP-DAPU composites
have a good shape recovery ratio (R;, ~99%), and can recover to
the original shape at ~55 °C. As a result, when the NIR light is
irradiated on the cracks, the stretched samples will shrink and
help cracks close before the temperature increase up to the
self-healing temperature. These observations suggest that the
shape memory function plays a very important role in promot-
ing the self-healing process.

Polyurethane is one of the most common biomedical
polymer materials with good biocompatibility. Polydopamine
has also been reported as a biomedical material since it is
polymerized by dopamine, which is a kind of naturopathic
neurotransmitter secreted by the human body. The biocompat-
ibility for the DAPU and DAPU-PDAP composites was charac-
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Fig. 6 Cell numbers on DAPU and DAPU-PDAP-1 composite samples
in blank culture medium (control) at different times (PDAP particle size:
340 nm).

terized by the cytotoxicity evaluation experiments. The cell
numbers on the samples were counted by means of CCKS8 at
the time points: 1, 3, 5 and 7 days after the fibroblasts were
seeded. The cell numbers on the DAPU-PDAP composites
increased with time, and there was no significant difference
between the DAPU-PDAP composites and blank control
(Fig. 6), indicating that both DAPU and DAPU-PDAP compo-
sites do not inhibit the cell growth and DAPU-PDAP compo-
sites have great potential to be used as biomaterials.

Conclusions

Based on the strong NIR absorption, high photothermal con-
version efficiency and photostability of PDAPs, we developed a
new kind of DAPU-PDAP composite which possess NIR
remote-controlled shape memory assisted self-healing pro-
perties. Upon NIR exposure, the temperature of the irradiated
polymer parts can increase up to the phase transition tempera-
ture rapidly. The shape memory and self-healing can be
achieved at a very low PDAP content (0.01 wt%) in a very short
time (60 s). The shape memory function plays an important role
in improving the self-healing efficiency by promoting crack
closure. The mechanical properties of DAPU-PDAP composites
are enhanced significantly with increasing PDAP content,
because the large number of active groups on the surface of
PDAPs can form strong hydrogen bonding with PU segments
and the interface interactions between PDAPs and DAPU were
improved. Due to the excellent dispersion and easy preparation
method, PDAPs have great potential to be used as high-
efficiency and environmentally friendly fillers to obtain novel
photoactive functional polymer composite materials. We believe
that the obtained self-healing composites have potential appli-
cations in intelligent devices, bionic self-repairable coatings, etc.
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