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ablation MC-ICP-MS for depth
profile analysis of U isotopes in UO2 single crystals

M. Krachler, *a A. Bulgheroni,a A. I. Martinez Ferri,a Y. Ma,†b A. Miardb and Ph. Garciab

An analytical procedure for determining the n(235U)/n(238U) amount ratio in consecutive layers of UO2 single

crystals was developed and validated. A 25 mmcircular shaped laser beamwith a fluence of only 0.24 J cm�2

was employed for depth profiling 235U and 238U in UO2 single crystals with U isotopes being detected via

MC-ICP-MS. The time-resolved 235U and 238U MC-ICP-MS signals obtained from individual laser shots

were processed automatically using software specifically developed for this purpose. Downhole

fractionation of the n(235U)/n(238U) amount ratio was excluded by shooting 80 laser pulses on

a reference UO2 single crystal of known composition, revealing no measurable change in its U isotopic

ratio during depth profiling. A linear relationship between the number of laser shots and the average

depth of the laser ablation craters was established using confocal laser scanning profilometry. The ns-

laser ablation system produced conical craters whose diameters were shown to increase with the

number of laser pulses. The shape and roughness of the craters were studied as a function of both the

number of pulses and focusing conditions. Using a dual beam focused ion beam (FIB), high resolution

scanning electron microscopy (SEM) micrographs revealed the formation of rectangular “tiles” on the

reference UO2 single crystal after as little as five laser shots. The ordered, rectangular structure

disappeared progressively with increasing number of laser pulses, while simultaneously a sub-

micrometric porosity developed. The depth profiling capabilities of the laser ablation system were

applied to two UO2 single crystals produced under different experimental conditions involving solid state

isotopic mixing of 235U and 238U in order to characterise U self-diffusion in UO2+x. Both UO2 single

crystals featured a n(235U)/n(238U) ratio gradient, containing enriched U at the surface and depleted U in

the bulk.
Introduction

The study of uranium dioxide (UO2) single crystals is oen
a necessary starting point for determining nuclear oxide fuel
bulk properties, as they constitute a yardstick against which
actual nuclear fuels, used on an industrial scale, may be
assessed.1 Because single crystal samples are deemed homo-
geneous and to have a well-dened crystal structure on
a macroscopic scale, they enable materials scientists to study
underlying physical mechanisms. This allows them in certain
cases to apply their ndings to more complex structures such as
polycrystalline sintered UO2 pellets prior to, during or following
in-reactor irradiation.1

It is essential to study uranium self-diffusion as it is thought
to control many key engineering properties such as creep, sin-
tering, and ssion product behaviour that are all very important
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to several stages of the nuclear fuel cycle. Further a systematic
study of this property provides an insight into the characteris-
tics of uranium point defects which is difficult to do any other
way as these defects are present in the material only in very
small quantities.1

Nowadays, the accurate and precise determination of the
elemental and/or isotopic composition of advanced crystalline
materials is of utmost importance to guarantee their properties
and to identify potential contaminants.2–12 Classical analytical
approaches employing dissolution of a fragment of such
materials followed by subsequent chemical analysis are not
effective because their features are captured either in thin (nm
to mm thick) layers or within local hot spots. Therefore, solid
sampling techniques such as Electro-Thermal Vaporisation
(ETV) or Laser Ablation (LA) are employed frequently for this
purpose.7 LA-based techniques additionally offer easy access to
spatially resolved information on the elemental/isotopic
composition of the investigated material.

While the use of other surface analytical techniques such as
secondary ion mass spectrometry (SIMS), glow discharge-mass
spectrometry (GD-MS), X-ray photoelectron spectroscopy (XPS)
or transmission electron microscopy (TEM) may also be
J. Anal. At. Spectrom., 2019, 34, 1965–1974 | 1965
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Table 1 Selected operating conditions of the LA-MC-ICP-MS setup
for depth-resolved U isotopic measurements using individual laser
shots

LA parameters
Wavelength 213 nm
Fluence 0.24 J cm�2

Spot diameter, circular 25 mm
Ablation frequency 1 Hz, single shots
Carrier gas He, 170 mL min�1

Acquisition parameters
Isotopes measured 235U and 238U; both on

Faraday detectors
Background 60 s
Integration time 200 ms per data point
Time between laser shots 10 s
Number of replicates 5
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advantageous within this context, LA combined with ICP-MS
has found widespread use during the last decade.7 The bene-
ts of LA-ICP-MS include easy manipulation of samples under
atmospheric pressure as well as providing both high spatial
resolution and high sensitivity because specimens are analysed
directly.7 The lateral resolution of a few mm enables identifying
potential inhomogeneity within a sample, with extended line
scan analysis providing results reecting bulk analysis.11,12 In
addition, depth proling capabilities of LA provide sub-mm
depth resolution.4,6–8

Despite all of its advantages, LA-ICP-MS suffers from some
important limitations such as non-uniform ablation processes
and matrix-dependent melting events.6,8 These drawbacks are
known to be less prominent for fs-LA units compared to their
ns-counterparts.3 Employing laser beam homogenisers, thereby
converting the Gaussian beam proles into at-top beam
proles, further improvements of the analytical performance
have been achieved.8,13

Depth proling may suffer from so-called downhole frac-
tionation (DHF), mainly caused by differences in the volatility
and chemical properties of the measured elements.14,15 For
a given number of laser pulses, this phenomenon occurs earlier
in small-diameter laser spots (greater depth/width ratio)
compared to large-diameter spots.

Even though the use of a two-volume LA cell largely accel-
erates washout of the generated particle plume,4,6,14 the lowest
repetition rate of the LA system and/or the minimum selectable
acquisition time of the ICP-MS instrument might hinder the
independent acquisition of analytical signals generated by
subsequent laser pulses. If these technical restrictions are
overlooked, mixing of neighbouring material layers may occur
thereby deteriorating the depth resolution. To circumvent this
issue, measurement protocols recording single shot events have
been applied successfully.16

Combining a ns-LA unit and MC-ICP-MS, this study aims to
develop an analytical procedure for depth proling UO2 single
crystals with respect to their n(235U)/n(238U) ratio. The comple-
mentary use of confocal laser scanning prolometry and high
resolution scanning electron microscopy (SEM) micrographs,
obtained by using a dual beam focused ion beam (FIB),
contributed largely to the understanding of the laser/material
interaction.

Experimental
Instrumentation

Laser ablation MC-ICP-MS. A ns-laser ablation (LA) system
from ESI Lasers (Bozeman, MT, U.S.A.), operated at a wave-
length of 213 nm, was employed for the removal of small
amounts of material from the investigated solid samples. For
improved analytical performance a two-volume laser ablation
cell (TV2 cell) and He as a carrier gas were used. Further
experimental details were reported earlier.10–12

The Faraday detectors of a double-focusing multi-collector
inductively coupled plasma mass spectrometer (MC-ICP-MS,
Nu Plasma™, NU Instruments, Wrexham, Wales, U.K.)
measured the abundance of 235U and 238U in the ablated
1966 | J. Anal. At. Spectrom., 2019, 34, 1965–1974
particle cloud. Before switching to LA, the MC-ICP-MS was
tuned for sensitivity and stability of U signals in solution mode
employing an aqueous 30 ng L�1 U calibration solution having
natural U isotopic composition. The key parameters of the
entire LA-MC-ICP-MS set-up are summarised in Table 1. Addi-
tional information can be found elsewhere.10–12 A minimum of
ve sets of LA-MC-ICP-MS experiments were conducted for each
parameter reported in this study. The signal intensities of 235U
and 238U were recorded with the time-resolved-analysis option
of MC-ICP-MS soware.

TIMS. Aer acid dissolution of a small fraction of the
investigated reference UO2 single crystal, isotope dilution-mass
spectrometry using TIMS was employed to determine the
abundance of 235U and 238U following accredited analytical
procedures.

Confocal laser scanning prolometer. Surface character-
isation of the investigated samples was performed using a 16-bit
3D laser scanning confocal microscope (Keyence VK-X250/X260)
with a 408 nm (violet) laser wavelength. A confocal laser beam
was rastered over the eld of view and the reected light, ltered
by a pin-hole, was collected on a 16-bit photomultiplier. For
each image pixel, the focal distance (vertical z-axis) was deter-
mined. The reected laser light was collected and recorded on
a photomultiplier; the z-position corresponding to the
maximum of this distribution was assigned to the pixel as its
average height.

Employing the highest magnication objective (150�),
a eld of view of 95 mm � 70 mm was acquired within a few
seconds with a theoretical z-resolution of 0.5 nm, a repeatability
of 7 nm and a lateral resolution of 120 nm. Several slightly
overlapping images were stitched together to obtain a larger
eld of view.

Surface roughness. The high resolution height measurement
of the confocal laser scanning prolometer was utilised to
determine the surface roughness of both the pristine sample
surface and the bottom of the ablation crater. While there are
several denitions of surface roughness, the surface arithmet-
ical mean height (Sa) was selected to characterise the above-
mentioned surfaces in this study.
This journal is © The Royal Society of Chemistry 2019
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Average step depth. In order to measure the depth of each
laser crater and to calculate the ablation rate, the average step
depth of each crater was established aer having corrected the
sample surface for tilting and spherical deformation. In this
context, the term step refers to the fact that the average heights
of two surfaces are compared to each other, with one of the two
being the reference level. The average step depth approach
provided a more robust indicator than the much simpler line
prole due to the increased roughness and the inhomogeneity
of the crater bottom.

Dual beam focused ion beam (FIB) microscope. A Thermo-
Fisher Scientic Versa 3D dual beam FIB was used for both
microscopic imaging and slice-and-view analysis. It featured
a 30 kV FEG electron gun for high resolution scanning electron
imaging and a 30 kV Ga liquid metal ion source for milling (i.e.
sputtering) and ne-polishing of the investigated UO2 single
crystals. The electron and the ion columns were mounted at 38�

degrees allowing for simultaneous recording of electron and ion
generated images. Such tilted images were useful in revealing
surface deformation.

The advantage of having the ion gun is evident when the
sample underneath the crater position has to be studied; in fact,
a trench can be milled inside the crater to reveal a cross-
sectional view of the sample just below the ablated level. Ion
currents as high as 3 nA were used for coarse trench milling,
while distinctly lower currents (down to 30 pA) were applied for
ne-polishing of the cross-section.
Investigated uranium samples

Reference UO2 single crystal. A single crystal of UO2, here-
aer named SC1, was selected as a “reference material” for this
study because of numerous advantages compared to its corre-
sponding poly-crystalline equivalent. In fact, the extremely
reduced porosity of a single crystal as well as the absence of
both different crystallographic orientations and a grain size
distribution simplify the understanding of the laser/sample
interaction.

Macroscopic UO2 single crystals were retrieved from experi-
mental activities carried out in 1987 at the JRC-Ispra FARO
(Furnace And Release Oven) experimental facility in which
severe reactor accidents were simulated by out-of-pile experi-
ments.17 The UO2 single crystal used in this study was taken
from a larger piece with an irregular shape and an original mass
of �25 g from which several 2 mm thick slices were prepared.
The h100i crystal direction was established using an X-ray Laue
camera. Prior to LA-MC-ICP-MS analysis, the sample surface of
the UO2 single crystal was ne-polished using mono-dispersed
diamond suspensions with a decreasing grain diameter down
to 1 mm.

UO2 single crystals with 235U gradients. In order to further
test the depth proling capability of the employed LA system,
two additional UO2 single crystals were prepared with similar
235U enrichment gradients along their thickness (hereaer
named SC2 and SC3). In order to produce this isotopic
concentration gradient, several drops of a highly 235U enriched
aqueous uranyl nitrate solution were deposited on the surface
This journal is © The Royal Society of Chemistry 2019
of each of the UO2 single crystals which were allowed to dry
completely. Following a preliminary low temperature heat
treatment intended to convert the nitrate to oxide, both samples
were heated at 1500 �C for 24 hours at a well-dened oxygen
partial pressure (�9 � 10�13 atm for SC2 and �5 � 10�12 atm
for SC3) in order to allow 235U to diffuse into the UO2 single
crystal matrix. A detailed description of the preparation of these
samples is out of the scope of this study and is provided else-
where.1 While the crystal orientation of both samples was
identical, it was not aligned with one of the main crystal
directions. Fitting the corresponding Laue images revealed
a maximum misalignment of 11� with respect to the h100i
direction established for the reference UO2 single crystal.
LA-MC-ICP-MS measurement protocol

To automate single laser shot analysis and to reduce operator
intervention as much as possible,15 the following measurement
protocol was developed and used throughout all time-resolved
experiments:

� At the start of each analysis the background signal of both
235U and 238U was recorded for 60 s.

� Prior to each ablation, the laser was allowed to warm up for
8 s, ring at 1 Hz, before the shutter was opened for one second.

� Aer a single laser shot the shutter was subsequently
closed with the laser warming up again for 8 s before releasing
the next laser shot. This way, an automated procedure was set-
up that produced a single laser shot about every 10 s.

� The generated 235U and 238U ion currents were recorded
with the time-resolved soware of the MC-ICP-MS.

� The raw data thus obtained were imported into home-
made data evaluation soware that automatically searched for
the generated 235U and 238U signals and further processed the
data as described in detail below.
Single shot analysis data evaluation soware

The soware of the MC-ICP-MS acquired the time-resolved 235U
and 238U signals employing an integration time of 200 ms per
data point. Because both U isotopes were measured simulta-
neously, the assignment of a unique timestamp to each
measurement point was possible.

Ad-hoc soware developed in-house enabled us to analyse
the time-resolved MC-ICP-MS signals generated by each indi-
vidual laser shot. Aer having subtracted the baseline, calcu-
lated as the average of the signals obtained throughout the rst
60 s, an automated peak search procedure was performed on
the 238U data stream, employing a minimum signal threshold of
200 mV. For each peak, the following information was
identied:

� 238Umax: maximum peak height
� tmax: timestamp corresponding to 238Umax

� t�, t+: timestamps corresponding to the lower and upper
limit of the identied peak. For this analysis Dt¼ t+ � t� ¼ 10 s.

Subsequently, the soware calculated the n(235U)/n(238U)
amount ratio using the integral Ri, as given in eqn (1).
J. Anal. At. Spectrom., 2019, 34, 1965–1974 | 1967
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Ri ¼

ðtþ
t�

235UðtÞdt
ðtþ
t�

238UðtÞdt
(1)

Being a multi-collection system, the timescale was identical
for 235U and 238U MC-ICP-MS signals. However, all specic
timestamps (t�, t+ and tmax) were dened considering the 238U
signal only. Additionally, a merit index was applied to each laser
pulse to identify 238U signals that exceeded the maximum input
range (11 V) of the digitizer, or where the 235U signals were too
close to the noise level of the Faraday detectors (<5 mV).

The soware produces a reduced dataset, containing only
the laser pulse index, tmax and Ri. Using these data, a depth
calibration could be established based upon the pulse index
and the laser ablation rate.

Quality control

For the main purpose of this study, no mass bias correction was
applied to any of the raw data. However, the certied reference
material CRM U-020 (�2 wt% enriched in 235U) was measured
repeatedly to obtain an evaluation of potential inaccuracy of the
measured U isotope ratio. The experimental n(235U)/n(238U)
amount ratio of 0.02069 � 0.00014 (N ¼ 206) agreed well with
the corresponding certied value of 0.02081 � 0.00020. Simi-
larly, repeated measurements (N ¼ 241) of the n(235U)/n(238U)
amount ratio of 0.002228 � 0.000032 for the reference UO2

single crystal matched reasonably well with the corresponding
amount ratio of 0.0021494 � 0.0000057 measured via isotope
dilution mass spectrometry. Consequently, both LA-MC-ICP-MS
and isotope dilution mass spectrometry results indicated that
the reference UO2 single crystal contains �0.22 wt% of 235U.

Results and discussion
Inuence of laser ablation parameters on the generated MC-
ICP-MS signal

The bulk of the three investigated UO2 single crystals consisted
of depleted (either�0.2 wt% or�0.4 wt% 235U) U. The principal
goal of this study – to obtain highly resolved depth proles of
the n(235U)/n(238U) amount ratio – created some striking
boundary conditions for potential parameters for the LA set-up.
First, a MC-ICP-MS maximum signal was required to remain
within the linear region of the Faraday detector response signal.
To this end, 238U signals were kept below 11 V. Second, low 235U
signals had to simultaneously remain detectable using
a Faraday detector. This was challenging at times because of the
depleted nature of the UO2 materials. By selecting laser
parameters appropriately, the above-mentioned difficulty was
well controlled. Enlarging the laser spot size, for example,
increased the MC-ICP-MS signals if 235U signals were too low to
be measured reliably. Adjusting the MC-ICP-MS signal to 4–8 V
for the more abundant U isotope also allowed the reliable
measurement of the less abundant U isotope using a Faraday
detector. Generating a shorter but higher “intensity pulse” of
the MC-ICP-MS by increasing the He gas ow of the LA unit, for
1968 | J. Anal. At. Spectrom., 2019, 34, 1965–1974
instance, was not aimed at because this approach frequently led
to high ion currents that exceeded the linear range of the
Faraday detector. Only time-resolved 235U signals with
a maximum of at least 5 mV were considered in the evaluation
of the n(235U)/n(238U) amount ratio for all experiments.

Faraday detectors were selected to measure both 235U and
238U because this type of detector provides much higher preci-
sion compared to secondary electron multipliers (SEM).
However, Faraday detectors require relatively high signals to
overcome their internal electrical noise. Small signals may be
preferably measured using an SEM, but its required dead time
correction and non-linear behaviour limit the obtainable overall
measurement precision. Employing a Faraday detector to
measure one U isotope while using a SEM for the other low
abundant U isotope suffers from the fact that the relative gain
between both detectors varies randomly and therefore limits the
achievable measurement precision.

The selected diameter of the laser beam at a given laser
uence determined the intensity of the MC-ICP-MS signal,
providing an increasing response with larger spot diameters.
The laser uence, in turn, dictated the UO2 sputtering rate of
the laser beam into the investigated UO2 materials. The lower
the uence, the less material was removed from the solid
samples with a single laser shot. The selected uence has been
considered the most critical parameter for any spatially resolved
LA analysis.3 One of the main challenges in the determination
of U isotopic abundance proles lies in achieving a high spatial
resolution. As a result and considering the intensity restrictions
mentioned above, a circular laser beam was selected for all
experiments with a 25 mm diameter and a laser uence of �0.24
J cm�2 (0.4% of the nominal maximum laser power). At such
low uences, uctuations may be expected that are liable to
have an essential impact on the laser ablation rate.8

Compared to our previous work,10–12 the carrier gas of the LA
unit was changed from Ar to He in this study. The use of He
instead of Ar is known to change the aerosol expansion and to
improve the transport efficiency.3 Employing He as the carrier
gas, the ICP-MS signal arrived within �1 s at the detector (as
compared to �15 s with Ar) aer the laser shot and returned to
the background aer about 2 s (�10–15 s with Ar). This fast
response and wash-out of the MC-ICP-MS signal was an
important feature to avoidmixing of information obtained from
subsequent laser shots, i.e., different sample layers. Conse-
quently, the use of He was also conducive to a greater depth
resolution.

In the same vein, laser repetition rates had to be sufficiently
low to prevent mixing of U signals originating from different
laser shots. High laser repetition rates of up to 100 Hz in
combination with ultra-fast wash-out LA chambers have been
successfully utilised for fast and highly spatially resolved LA-
ICP-SFMS analysis for imaging of elemental distributions in
single cells and rat retina tissue.18,19 This experimental
approach, however, requires a high ICP-MS acquisition rate.
Such fast acquisition rates of 2 ms per isotope were obtained for
ICP-sector eld MS,18 however, ICP-time-of-ight MS might be
preferable for multiple isotope analysis.18,20 Even though the
TV2 laser ablation cell employed in this study provided a fast
This journal is © The Royal Society of Chemistry 2019
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Fig. 1 Impact of the number of laser pulses – represented as cumu-
lative fluence – shot on UO2 single crystals on the generated ablation
craters. (A) Average depth (n ¼ 5) of ablation craters of the reference
UO2 single crystal SC1 as a function of cumulative fluence. Experi-
ments were carried out using three different fluence settings, i.e., 0.24
J cm�2, 0.48 J cm�2 and 1.20 J cm�2, highlighting the dependency of
the laser ablation rate on the energy of the applied laser pulses. (B)
Behaviour of surface roughness as a function of the cumulative flu-
ence at various fluence levels.
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washout, the electronics of the MC-ICP-MS limited the lowest
acquisition rate to 200 ms per data point.

As a consequence, even though signals of 235U and 238U were
acquired simultaneously in this study, the lowest possible laser
repetition rate of 1 Hz was not sufficiently low to completely
separate two consecutive U signals when the laser was operated
continuously at this low repetition rate. Therefore, a single shot
approach was favoured over continuous laser operation.
Together with the TV2 laser ablation cell, guaranteeing a fast
wash-out of the particle plume from the LA, well separated MC-
ICP-MS signals from individual laser shots were obtained.
Applying this single laser shot approach, different Faraday
detector response times that can potentially lead to bias in the
measured U isotope ratio of transient signals during LA, did not
need to be considered.21–23 In other words, integrating the entire
signal for both 235U and 238U from the before-shot baseline to
the aer-shot baseline will not result in a systematic offset of
the measured n(235U)/n(238U) amount ratios.16

Evaluating downhole fractionation

The measured n(235U)/n(238U) amount ratio associated with
a given depth prole can suffer from so-called matrix-
dependent downhole fractionation (DHF).13,14 Generally
speaking, for a given ablation time, when using small laser spot
sizes, DHF can become an issue even for shallow craters. As the
laser spot size increases, DHF will only become an issue at
larger crater depths. To guarantee that the data generated
throughout this study were not inuenced by this phenomenon,
80 laser pulses (uence 0.24 J cm�2) with a beam diameter of 25
mm were shot on the reference UO2 single crystal and the
n(235U)/n(238U) amount ratio was measured in all 80 sub-
samples.

This experiment, repeated on ve different laser spots,
revealed no measurable fractionation. To this end, the n(235U)/
n(238U) amount ratio was plotted vs. pulse number for all ve
measurement series. Each of the plots was tted with a straight
line yielding an average slope of 5 � 10�8 per pulse. In other
words, assuming that the linear regression is valid, one would
expect a variation of the n(235U)/n(238U) amount ratio of as little
as 1& only aer 20 thousand laser pulses. As only up to 40 laser
pulses were required to reach the bulk isotope ratios for actual
sample analyses (SC2 and SC3), DHF can be excluded in this
study.

Laser ablation rate and crater bottom roughness

To determine crater depths using laser scanning prolometry,
groups of ve craters were ablated with an increasing number of
laser pulses on the reference UO2 single crystal SC1. This
experiment was conducted at three different uence-per-shot
settings, i.e., with 0.24 J cm�2, 0.48 J cm�2, and 1.2 J cm�2,
respectively. The average depth (�standard errors) of each
group of craters was plotted as a function of the cumulative
uence in Fig. 1A. To arrive at a cumulative uence of �20 J
cm�2, the corresponding maximum number of laser shots
needed varied from 16 for a uence of 1.2 J cm�2 to 80 for
a uence of 0.24 J cm�2.
This journal is © The Royal Society of Chemistry 2019
For all three series of different uence settings, a linear
relationship between the average depth and cumulative uence
was searched for (Fig. 1A). While all data points were considered
for uence settings of 0.24 J cm�2 and 0.48 J cm�2, for the
highest uence setting of 1.20 J cm�1 linearity did not start
before 7 J cm�2 (Fig. 1A). The aim of tting the experimental
values was to highlight the potential linear behaviour of depth
(Fig. 1A) and surface roughness (Fig. 1B) of the laser ablation
craters with increasing uence. Generally, the slope of the linear
regression curves increased with increasing single shot uence,
as summarised in Table 2. This somewhat counterintuitive
behaviour can be explained by taking into account the non-
linearity of the LA process.6 Compared to the slope obtained
with a uence of 0.24 J cm�2, this parameter was �45% greater
for experiments carried out with uence settings of 0.48 J cm�2

or 1.20 J cm�2 (Table 2).
J. Anal. At. Spectrom., 2019, 34, 1965–1974 | 1969
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Table 2 Calculation of laser ablation rates (mm � cm2 � J�2) at three
different fluence settings

Fluence, J
cm�2 Min. Max. Intercept Std. error Slope Std. error

0.24 0 20 0.0330 0.0146 0.0189 0.0011
0.48 0 20 0.0835 0.0269 0.0277 0.0021
1.20 7 20 0.1645 0.0251 0.0280 0.0023
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Increased roughness of the crater bottom is expected as the
number of laser pulse increases.6 However, this parameter
remained relatively constant for the reference UO2 single crystal
(Fig. 1B). There appears to be a slight tendency for the surface
roughness Sa to increase with cumulative uence for experi-
ments conducted with a single shot uence of 0.24 J cm�2. At
higher uences (0.48 J cm�2 or 1.2 J cm�2), the surface rough-
ness is somewhat greater, but no clear trend with increasing
cumulative uence is evident (Fig. 1B).

The confocal laser scanning prolometer employed here
offers a clear advantage versus contact stylus-based systems6

because no part of the instrument is physically touching and
thereby possibly altering the sample surface and thus no arte-
facts are expected due to the stylus head size. While an Atomic
Force Microscope (AFM) will provide superior vertical resolu-
tion, the acquisition speed for a large surface is denitively in
favour of the laser system employed in this study. Moreover,
compared to other optical based techniques (triangulation and
white light interferometry), the results of the confocal laser
system are not affected by the reectivity of the sample surface.
Microscopic analysis of the laser interaction with the UO2

single crystal

Focused ion beam (FIB) investigations help better understand
the 3-dimensional microstructure of solid materials.24 For
Fig. 2 High-resolution scanning electron microscope (SEM) images o
a fluence of 0.24 J cm�2 each. Cross-sectional images of the ablation cra
beam (FIB) microscope.

1970 | J. Anal. At. Spectrom., 2019, 34, 1965–1974
a deeper insight into the way the laser beam interacts with UO2

single crystals, several high resolution SEM micrographs of the
reference UO2 single crystal SC1 were acquired along with cross-
sectional images taken aer FIB milling of lateral trenches
(Fig. 2).

Aer ves laser pulses each with a uence of 0.24 J cm�2, the
sample surface was characterised by the formation of large
rectangular “tiles” (Fig. 2). The size of these tiles was larger in
the centre of the crater than at its periphery. Some tiles were
detached completely from the UO2 single crystal, while others
were bent and about to be released from the sample surface
with the next laser pulse. In the vicinity of the ablation craters,
several tiles of medium (1 � 1 mm) and large (3 � 3 mm) size
were identied, possibly because not all of these tiles were
removed efficiently by the helium gas ow passing through the
LA chamber. The ordered, rectangular structure progressively
disappeared with increasing number of laser pulses as is
evident from the micrographs recorded aer 40 laser pulses
(Fig. 2).

Another noticeable effect of the laser/UO2 single crystal
interaction was the formation of sub-micrometric porosity,
present at particularly high concentrations in the periphery of
the laser crater. This porosity was unquestionably generated by
the laser/sample interaction because it was not visible in the
pristine material, neither on the surface nor in the bulk of the
reference UO2 single crystal as revealed by the FIB cross-sections
in Fig. 2. A similar behaviour was also observed during SIMS ion
sputtering and generally speaking, during corrosion experi-
ments (data not shown), possibly caused by the presence of
local defects in the crystal structure.

From cross-sectional images (Fig. 2, right column), it was
evident that cavities were formed below the tiles, even below the
ones that still appeared to be attached rmly to the substrate.
This effect, along with the bending of the large tiles that were
about to be removed with the subsequent laser pulse, is the
f the reference UO2 single crystal after 5 and 40 laser pulses having
ters were generated after milling of lateral trenches using a focused ion

This journal is © The Royal Society of Chemistry 2019
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reason why the rst data points displayed in Fig. 1A had a large
deviation from linearity, in particular at high single shot
uence.

Depth assessment of LA craters

A confocal laser scanning prolometer was used to measure the
physical dimensions of the laser ablation craters. A represen-
tative example of such a circular laser ablation crater with a 25
mm nominal diameter aer 40 laser shots on the reference UO2

single crystal is shown in Fig. 3A. While the scale of both axes in
Fig. 3A is given in mm, one has to consider the aspect ratio in
this gure. A small change in the depth of the ablation crater is
reected by a comparatively large distance on the y-axis and vice
versa for the distance plotted on the x-axis. The conical shape of
the crater, typical for ns-laser ablation systems,3,6 leads to
partial mixing of consecutively ablated layers of the crater and
thereby limits the obtainable depth resolution. The use of
a state-of-the-art fs-laser ablation system improves substantially
both the crater shape and depth resolution.3,8,13
Fig. 3 Characterisation of the laser ablation crater of the reference
UO2 single crystal after 40 laser pulses providing a fluence of 0.24 J
cm�2 each, using a confocal laser scanning profilometer. (A) Repre-
sentative depth profile of a LA crater. (B) Height distribution of
a reference area (red) and of the crater bottom (blue) used to calculate
the average step depth. See text for details.

This journal is © The Royal Society of Chemistry 2019
As the laser is not removing matter from the UO2 single
crystal layer by layer, the crater bottom is not at, but largely
uneven (Fig. 3A). Consequently, this leads to a measurable
difference between the maximum depth (0.47 mm) and the
average depth (0.43 mm) of the LA crater (Fig. 3A). And the
variability in the assessment of the crater depth, in turn, will
impact the calculation of the laser ablation rate, for example. To
circumvent the above-mentioned issue, the concept of average
step depth is employed frequently in this context. The average
step depth, or more generally, the average step height, is
a methodology to calculate the height difference between two
surfaces. This approach is particularly effective when, due to the
high level of roughness, it is not possible to dene a mathe-
matical plane representing the two surfaces.

To this end, two regions within the sample were selected, the
rst one (hereaer named “reference”) representing the zero
level, while a second one represented the “crater bottom”. An
absolute height value was assigned to all pixels of the generated
computer image of the surfaces of these two areas, obtaining
two height distributions. Since only the height difference of the
two levels is of interest, the absolute height scale was shied by
a constant factor bringing the average of the reference height
distribution to a value distributed around zero. In Fig. 3B the
height distributions of both the reference area (red) and one of
the deepest craters (blue) ablated on the reference UO2 single
crystal SC1 are shown. The red histogram is very narrow because
the corresponding pristine surface of the single crystal was
mirror-polished prior to LA-MC-ICP-MS analysis. By contrast,
the blue distribution, representing the crater bottom, was broad
in comparison, ranging from almost �1 mm to even slightly
positive values. This broadening is indeed the direct conse-
quence of the ablation-induced roughness. Despite this broad
height distribution, the calculation of the average of the
distribution allowed the assignment of an individual depth
value to each LA crater in the most unbiased way. All depths
reported here are expressed as average step depth.
Laser ablation crater diameter

The confocal laser prolometer also served for the character-
isation of surface features such as the diameter of the generated
LA craters of the reference UO2 single crystal SC1. To this end,
a circle dening the LA crater needed to be established. To
minimise operator bias when dening a circle corresponding to
the crater being measured, the analysis soware offers the so-
called multi-point approach which enables the operator to
select a redundant number (8) of points lying on the laser
footprint. The soware then automatically denes the circle
which passes closest to the selected points.

In this way, the diameters of all LA craters of the reference
UO2 single crystal SC1, generated with an increasing number of
laser shots, were measured. This experiment, repeated on ve
individual spots, revealed expanding crater diameters with
increasing number of laser pulses indicated as cumulative u-
ence in Fig. 4. This suggests a crater edge effect in the case of the
presence of a concentration gradient. While this relative trend
towards larger crater diameters is obvious, also their absolute
J. Anal. At. Spectrom., 2019, 34, 1965–1974 | 1971
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Fig. 5 Influence of laser focus on the average depth, surface rough-
ness and crater diameter as determined on the reference UO2 single
crystal. Each data point represents the average of five replicate
measurements after application of 40 laser shots having a fluence of
0.24 J cm�2 each. The grey area represents the laser focus region from
�15 mm to +15 mm in which all three investigated parameters remain

Fig. 4 Assessment of laser ablation crater diameters. Dependence of
crater diameter (n ¼ 5) of the reference UO2 single crystal on the
applied cumulative fluence using various fluence levels. The nominal
diameter of the ablation crater amounted to 25 mm.
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values were striking. Note that the nominal diameter of the laser
beam was set to 25 mm, while the measured diameters ranged
from �24.3 mm to 27.8 mm (Fig. 4). Additionally, a higher u-
ence of individual laser shots resulted in larger crater diame-
ters, even though the cumulative uence was the same for all
three experiments, i.e., using pulses of 0.24 J cm�2, 0.48 J cm�2,
and 1.20 J cm�2.

Please note that for low laser power, i.e., 0.24 J cm�2 and 0.48
J cm�2, crater diameters were lower than the nominal laser
beam diameter at low cumulative uence. As the minimum
selectable power (0.1% and 0.2% of the maximum nominal
power) was considered here, the interaction of the laser beam
with the UO2 single crystal at the rst few laser shots was not
sufficiently intense to generate craters that have the dimensions
of the laser beam at least. The small standard deviations on the
average of ve replicate measurements, however, reveal the
highly reproducible behaviour of this laser/matter interaction
(Fig. 4).

While the pattern of increasing crater diameters was very
similar for laser uence settings of 0.48 J cm�2 and 1.20 J cm�2,
the lowest laser uence adjustment of 0.24 J cm�2 yielded
a somewhat different pattern with lower crater diameters
(Fig. 4). Starting from a cumulative uence of�11 J cm�2, crater
diameters tended to remain constant and did not further
increase with increasing cumulative uence. Taken together,
this experiment highlighted the impact of the way the energy of
individual laser pulses is delivered towards the sample surface,
even though the total amount of energy, i.e., cumulative uence
was identical for all three experimental settings. In other words,
delivering the same amount of energy to the sample surface, but
in various individual laser energy packages produced different
crater diameters.

To ascertain the accuracy of the absolute values of the crater
diameters, the x- and y-calibration of the prolometer was
regularly checked and conrmed with two calibrated references.
1972 | J. Anal. At. Spectrom., 2019, 34, 1965–1974
Inuence of laser focus on ablation crater geometry

Accurately focusing the laser beam on the sample surface is not
always straightforward, especially if the specimen is black and
mirror-polished, such as the UO2 single crystals in this study.
reasonably constant.

This journal is © The Royal Society of Chemistry 2019
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Therefore, the potential inuence of the beam being out of
focus upon the laser-UO2 surface interaction was investigated in
more detail. Initially the laser beam was focussed as accurately
as possible onto the surface of the reference UO2 single crystal
SC1, which was then followed by shooting 40 laser pulses of 0.24
J cm�2 each. Subsequently, the average depth and diameter of
ablation craters were assessed together with the corresponding
surface roughness of the bottom of the crater. This experiment
was repeated ve times and served as a reference point for data
obtained when the laser beam was out of focus. Following this,
the laser beam was stepwise defocussed by 15 mm, 30 mm, 45
mm, �15 mm, �30 mm, and �45 mm and the above procedure
was repeated.

The outcome of this investigation is graphically summarised
in Fig. 5. In general, a defocussing of the laser beam by� 15 mm
had almost no impact on any of the three investigated param-
eters as indicated by the grey area in Fig. 5. Changing the focus
of the laser beam from +45 mm to �45 mm, however, increased
the laser ablation rate and surface roughness by as much as
�75% (Fig. 5A) and �20% (Fig. 5B), respectively. Concurrently,
the crater diameter decreased by about �13% (Fig. 5C). Taken
together, small inaccuracies (�15 mm) of the laser focus will not
systematically bias the laser ablation rate, surface roughness
and crater diameter, while larger defocussing certainly will have
an impact.
Depth prole of UO2 single crystals having different 235U
gradients

To establish U self-diffusion coefficients in UO2 single crystals,
depth proling with secondary ion mass spectrometry (SIMS)
has been applied in the past.25 Similarly, laser ablation micro-
probe (LAMP)-ICP-MS was employed to study the diffusion of U
in solid cement monoliths.26

For an appropriate investigation of U self-diffusion in UO2

single crystals, the depth proling capabilities of the laser
ablation system were applied to the two UO2 single crystals SC2
Fig. 6 In-depth n(235U)/n(238U) amount ratios (n¼ 5) measured for the
two UO2 single crystals SC2 and SC3 revealing penetration of 235U into
the bulk material.

This journal is © The Royal Society of Chemistry 2019
and SC3, both featuring a uranium isotopic concentration
gradient (235U enriched on the surface and depleted in the
bulk). Several repetitions of the LA experiment (8 for SC2 and 10
for SC3) were performed applying the same laser parameters
(diameter, uence, repetition rate and wash out delay) as used
for the analysis of the reference UO2 single crystal SC1. The
acquired data stream from the LA-MC-ICP-MS measurements
was evaluated using home-made single-shot data evaluation
soware.

The surface layers of both investigated UO2 single crystals
consisted of enriched U (�21 wt% to 26 wt% 235U) that diffused
into the depleted body of the specimens (Fig. 6). The relative
standard deviation of the average of ve consecutive measure-
ments ranged from �3 to �6% for the rst 13 data points of the
depth proles of both UO2 single crystals where the largest and
most relevant changes in the n(235U)/n(238U) amount ratio were
seen (Fig. 6), increasing to about 12% for replicate measure-
ments of depleted U, i.e., the base material. It is important to
note that this precision was t-for-purpose for this study. The
limiting factor for the overall analytical performance was the
reproducibility of the removal of the sample material with the
laser ablation rather than the measurement precision.

The experimental conditions (reaction temperature, O2

partial pressure, etc.) applied during the preparation of the test
samples revealed only a small impact on the diffusion of 235U
into the two UO2 single crystals. While a discussion of more
technical details is beyond the scope of this study, the devel-
oped analytical procedures will be employed to study the
diffusion behaviour of U into UO2 with the goal of setting up
diffusion coefficients for this material.1 Due to the presence of
a brittle thin top layer le from sample preparation, it was not
possible to derive a unique laser ablation rate for the two UO2

single crystals SC2 and SC3. The variability of the thickness of
this layer was strongly affecting the laser ablation rate. Conse-
quently, a serious quantication of this parameter was not
possible for these two specic samples. For this reason the
n(235U)/n(238U) amount ratio in Fig. 6 is presented as a function
of the laser pulse number. The use of an uncalibrated depth axis
(x-axis) in Fig. 6, however, may reduce the potential difference in
diffusivity between the two samples.
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Université d'Aix-Marseille, 2017, English. <tel-01714468v2>.
J. Anal. At. Spectrom., 2019, 34, 1965–1974 | 1973

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/c9ja00212j


JAAS Paper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 1

1 
se

pt
em

be
r 

20
19

. D
ow

nl
oa

de
d 

on
 0

9.
11

.2
02

5 
19

.5
7.

02
. 

 T
hi

s 
ar

tic
le

 is
 li

ce
ns

ed
 u

nd
er

 a
 C

re
at

iv
e 

C
om

m
on

s 
A

ttr
ib

ut
io

n-
N

on
C

om
m

er
ci

al
 3

.0
 U

np
or

te
d 

L
ic

en
ce

.
View Article Online
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20 O. B. Bauer, O. Hachmöller, O. Borovinskaya, M. Sperling,
H.-J. Schureck, G. Ciarimboli and U. Karst, J. Anal. At.
Spectrom., 2019, 34, 694–701.

21 T. Pettke, F. Oberli, A. Audétat, U. Wiechert, C. R. Harris and
C. A. Heinrich, J. Anal. At. Spectrom., 2011, 26, 475–492.

22 M. Klaver, R. J. Smeets, J. M. Koornneef, G. R. Davies and
P. Z. Vroon, J. Anal. At. Spectrom., 2016, 31, 171–178.

23 F. Claverie, A. Hubert, S. Berail, A. Donard, F. Pointurier and
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