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nd very robust blue-excitable
yellow phosphors built on multiple-stranded one-
dimensional inorganic–organic hybrid chains†

Yang Fang,‡a Christopher A. Sojdak,‡a Gangotri Dey,a Simon J. Teat, b Mingxing Li,c
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Inorganic–organic hybrid semiconductors are promising candidates for energy-related applications. Here,

we have developed a unique class of multiple-stranded one-dimensional (1D) structures as very robust and

efficient lighting phosphors. Following a systematic ligand design strategy, these structures are constructed

by forming multiple coordination bonds between adjacent copper iodide inorganic building units CumIm (m

¼ 2, 4, 6) (e.g. dimer, tetramer and hexamer clusters) and strong-binding bidentate organic ligands with low

LUMO energies which give rise to infinite 1D chains of high stability and low bandgaps. The significantly

enhanced thermal/photostability of these multiple-stranded chain structures is largely attributed to the

multi-dentate nature and enhanced Cu–N bonding, and their excellent blue excitability is a result of

using benzotriazole based ligands with low-lying LUMO energies. These facts are confirmed by Density

Functional Theory (DFT) calculations. The luminescence mechanism of these compounds is studied by

temperature dependent photoluminescence experiments. High internal quantum yields (IQYs) are

achieved under blue excitation, marking the highest value reported so far for crystalline inorganic–

organic hybrid yellow phosphors. Excellent thermal- and photo-stability, coupled with high

luminescence efficiency, make this class of materials promising candidates for use as rare-earth element

(REE) free phosphors in energy efficient general lighting devices.
Introduction

Inorganic–organic hybrid materials are a class of crystalline
compounds composed of inorganic and organic modules that
possess interesting and unique properties beyond those of their
parent standalone constituents.1–8 For example, methyl-
ammonium lead halide based inorganic–organic perovskites
have shown promise for the next-generation of solar devices.9–14
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Hybrid structures with various dimensionalities have been
developed, many of which exhibit interesting optical, electrical
and magnetic properties.15–19 Single crystals of one-dimensional
(1D) hybrid structures have attracted enormous attention
because of their large surface-to-volume ratio and defect-free
nature.20 A number of 1D hybrid materials have been explored
with applications in solar cells, photodetectors and catal-
ysis.20–23 Recently, 1D hybrid materials have also been reported
to be suitable candidates for phosphor based applications due
to their highly emissive properties.4

One family of inorganic–organic hybrid materials of partic-
ular interest are based on I–VII binary metal halides (e.g. CuI).
They represent one of the most promising material classes for
use as low-cost, REE free lighting phosphors.4,17,24,25 These
structures range frommolecular (0D) clusters to 1D chains, two-
dimensional (2D) layers, and three-dimensional (3D) networks.
1D staircase-chain based hybrid structures have been studied
systematically, by both experimental and theoretical methods.4

Their optical properties, such as bandgaps and emission ener-
gies, can be deliberately tuned andmodied by incorporation of
organic ligands with appropriate lowest unoccupied molecular
orbital (LUMO) energies. However, poor thermal stability and
low internal quantum yields (IQYs) hinder their potential for
real-world applications.26,27 1D structures built on Cu2I2 dimers
Chem. Sci., 2019, 10, 5363–5372 | 5363
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have been synthesized by a precursor based approach with
improved IQY results but suffer from various drawbacks such as
poor framework stability.28 The thermal stability issues were
addressed in 1D chain structures based on Cu4I4 cubane tetra-
mers by forming strong Cu–N bonds which leads to impres-
sively high photostability.23 However, their main issue is the
lack of blue light excitability largely attributed to the nature of
the photoluminescence mechanism in such systems.

In an attempt to resolve these issues and develop highly
stable, blue-light excitable yellow phosphors, we have synthe-
sized a group of unique multiple-stranded (MS) 1D hybrid
structures with specially designed ligands. All of them are based
on a benzotriazole core to ensure low LUMO energies and
formation of strong, multiple coordinate bonds between N and
Cu.4,24 Three 1D structures involving double- and triple-
stranded chains are obtained (see Fig. 1). The individual inor-
ganic modules are dimers, tetramers, and hexamers, respec-
tively, in these structures. The targeted hybrid compounds have
a high IQY (>70%) under blue-light excitation, as well as
exceptional thermal- and photo-stability. In addition, their
band gaps and optical properties can be systematically and ne-
tuned by incorporating ligands of suitable LUMO energies.
Experimental section
Materials

CuI (98%, Alfa Aesar), bulk methanol (98%, Alfa Aesar),
dichloromethane (99+%, Alfa Aesar), benzotriazole (99%, Alfa
Aesar), benzimidazole (99%, Alfa Aesar), 2-methyl-1H-imidazole
(99%, Alfa Aesar), 1,5-dibromopentane (99%, Alfa Aesar), 1,4-
dibromobutane (99%, Alfa Aesar), 1-chloro-3-bromopropane
(>98%, Alfa Aesar), 3-bromopyridine (99%, Alfa Aesar), 1,4-
bis(bromomethyl)benzene (99%, Alfa Aesar), ethylene glycol
(99%, Alfa Aesar), potassium carbonate (99%, Alfa Aesar),
copper chloride (99%, Alfa Aesar), sodium salicylate (99%,
Merck), BaMgAl10O17:Eu

2+ and YAG:Ce3+ type 9800 (Global
Tungsten & Powders Corp), and PolyOx N750 (Dow Chemical).
Fig. 1 Schematic illustrating the design and construction of 1D multiple
the Cu2I2 dimer. (b) 1D single-stranded structure based on the Cu4I4 tetr
1D double-stranded structure based on the Cu2I2 dimer. (e) 1D double-
structure based on the Cu6I6 hexamer. Color scheme of the balls: cyan:

5364 | Chem. Sci., 2019, 10, 5363–5372
Preparation of 1,5-bis(1H-benzo[d][1,2,3]triazol-1-yl)pentane
(bbtpe). Benzotriazole (20 mmol) was rst dissolved in DMSO
(30 ml), and then NaOH (20 mmol) and 1,5-dibromopentane (10
mmol) were added. The solution was stirred at 80 �C overnight,
and the reaction solution was poured into ice water to form
a white precipitate. The crude product was collected by ltration
and puried through column chromatography with ethyl
acetate and hexane as solvent. The yield was 45%.

Preparation of 1,4-bis(1H-benzo[d][1,2,3]triazol-1-yl)butane
(bbtbu). The synthesis of bbtbu was carried out by a modied
version of the reported method. Benzotriazole (20 mmol) was
added to DMSO (20 ml) containing NaOH (20 mmol). Then 1,4-
dibromobutane was added and the reaction solution was stirred
at 80 �C overnight. The reaction solution was poured into ice
water to form a white precipitate. Aer collecting the crude
product through ltration, acetone (30 ml) was used to
completely dissolve the white precipitate. CuCl2 saturated solu-
tion in acetone was added into the previous resulting solution
dropwise, until there was nomore green precipitate formed. The
green precipitate was ltered out again and washed with cold
ethanol. Then DMSO (10 ml) was used to dissolve the obtained
green precipitate, and the obtained solution was poured into ice
water (100 ml). A pure product bbtbu was formed as a white
precipitate in water. The pure bbtbu product was collected
through ltration and dried under vacuum. The yield was 43%.

Preparation of 1,4-bis(2-methyl-1H-imidazol-1-yl)butane
(bmibu). 2-Methyl-1H-imidazole (10 mmol) was rst dissolved
in DMSO (20 ml), and then NaOH (20 mmol) and 1,4-dibro-
mobutane (10 mmol) were added. Aer heating the reaction
solution in an 80 �C oil bath for 10 h, the reaction solution was
poured into ice water to form a white precipitate. The product
was further puried through recrystallization with ethanol. A
white crystal was obtained. The yield was 93%.

Preparation of 1-(3-chloropropyl)-1H-benzo[d][1,2,3]triazole
(3-Cl-pr-bt). Benzotriazole (10 mmol) and 1-chloro-3-bromo-
propane (10 mmol) were dissolved in 40 ml CH3CN. Then
K2CO3 (20 mmol) was added into the solution, and the
-stranded hybrid structures: (a) 1D single-stranded structure based on
amer. (c) 1D single-stranded structure based on the Cu6I6 hexamer. (d)
stranded structure based on the Cu4I4 tetramer. (f) 1D triple-stranded
Cu, pink: I, and orange and blue rods: organic ligands.

This journal is © The Royal Society of Chemistry 2019
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solution was stirred at room temperature for two days. The
reaction solution was ltered, concentrated and puried via
column chromatography with ethyl acetate and hexane. A
colorless oil product was collected. The yield was 50%.

Preparation of 1-(3-(1H-benzo[d]imidazol-1-yl)propyl)-1H-
benzo[d][1,2,3]triazole (biprbt). 3-Cl-pr-bt (5 mmol) and benz-
imidazole (5 mmol) were dissolved in DMSO (20 ml). Then
NaOH (10 mmol) was added. The reaction solution was kept in
an 80 �C oil bath for one day. Aer cooling the reaction solution,
the solution was poured into 150 ml of ice water and a white
precipitate was formed. The precipitate was collected via
ltration, washed with hexane and dried under vacuum. The
yield was 95%.

Preparation of 1-(6-(1H-benzo[d]imidazol-1-yl)hexyl)-1H-
benzo[d][1,2,3]triazole (bihebt). The preparation of bihebt is
similar to that of biprbt. The yield is 93%.

Synthesis of 1D-Cu2I2(biprbt)2 (1). Acetonitrile (2 ml) was
added into KI saturated solution (2 ml) containing CuI (1
mmol), and then biprbt (0.5 mmol) in methanol (2 ml) was
slowly added. Yellow-green cube-shaped crystals were obtained
aer CuI (1 mmol) and biprbt (1 mmol) layers diffused for two
days. The yield was 73%.

Synthesis of 1D-Cu2I2(bbtbu)2 (2). Compound 2 was
prepared similarly to 1 except for the ligand. Yellow rod-shaped
crystals were obtained aer CuI (1 mmol) and bbtbu (1 mmol)
layers diffused for two days. The yield was 76%.

Synthesis of 1D-Cu2I2(bihebt)2 (3). Compound 3 was
prepared similarly to 1 except for the ligand. Yellow plate-sha-
ped single crystals were obtained aer CuI (1 mmol) and bihebt
(1 mmol) layers diffused for three days. The yield was 70%.

Synthesis of 1D-Cu2I2(bbtpe)2 (4). Compound 4was prepared
similarly to 1 except for the ligand. Yellow-green plate-shaped
single crystals were obtained aer CuI (1 mmol) and bbtpe (1
mmol) layers diffused for one day. The yield was 76%.

Synthesis of 1D-Cu4I4(bbtpe)2 (5). CuI (1 mmol) and bbtpe
(0.5 mmol) was sealed in a Pyrex tube with CH3CN (4 ml) as the
solvent. The reaction tube was heated in a 120 �C oven for two
days. Yellow cubic-shaped single crystals were formed and were
collected by ltration. The yield was 74%.

Synthesis of 1D-Cu6I6(bmibu)3 (6). Compound 6 was
prepared similarly to 1 except for the ligand. Transparent cube-
shaped crystals of 6 were obtained aer CuI (1 mmol) and
bmibu (1 mmol) layers diffused for three days. The yield was
84%.

Single crystal X-ray diffraction (SCXRD). Single crystal data of
1–5 were collected on a D8 goniostat equipped with a Bruker
PHOTONII CPAD detector, while those of 6 were collected with
a Bruker PHOTON100 CMOS detector, at the Advanced Light
Source (ALS), Lawrence Berkeley National Laboratory, using
synchrotron radiation. The structures were solved by direct
methods and rened by full-matrix least-squares on F2 using
the Bruker SHELXTL package. These data can be obtained free
of charge from The Cambridge Crystallographic Data Centre via
www.ccdc.cam.ac.uk/data_request/cif. The structures were
deposited in the Cambridge Structural Database (CSD) with
numbers: 1888939–1888944.
This journal is © The Royal Society of Chemistry 2019
Powder X-ray diffraction (PXRD) analysis. Powder X-ray
diffraction (PXRD) analyses were carried out on a Rigaku
Ultima-IV unit using Cu Ka radiation (l ¼ 1.5406 Å). The data
were collected at room temperature in a 2q range of 5�–40� with
a scan speed of 2� min�1. The operating power was 40 kV/40mA.

Room-temperature photoluminescence measurements. PL
measurements were carried out on a Varian Cary Eclipse spec-
trophotometer. Powder samples were evenly distributed and
sandwiched between two glass slides (which do not have
emission in the visible range) for room temperature
measurements.

Temperature dependent photoluminescence spectroscopy
and lifetime measurements. Pressed pellets of 1 to 1.5 mm
thickness were prepared in a 10 mm diameter die with a pres-
sure of approximately 3000 psi. Temperature dependent PL
spectra and time-resolved PL decays were recorded with a home
built time-correlated single photon counting instrument con-
sisting of a 380 nm frequency doubled femtosecond solid state
laser system as the excitation source (Maitai, Spectra Physics,
100 fs pulse, 10 kHz repetition rate), a Janis cryostat model
V500, and an optical detection system comprised of a single
photon counting avalanche photodiode (PMD50, PicoQuant
Germany, 250 ps response time), a time analyzer (TimeHarp 260
nano, PicoQuant Germany) and an Ocean Optics FL65000 ber
optics spectrometer. The PL signal emitted by the sample was
collected by a 50 mm biconvex lens and split by a 50/50 non-
polarizing beam splitter cube between the photodiode and
spectrometer. PL signals were acquired using an average power
of 0.55 mW, with decays recorded in at least 1000 channels
using either a 550 nm/88 nm bandpass lter (Thorlabs) or a 750
nm longpass lter (Thorlabs). Decays were individually t with
FluoFit PicoQuant soware using a biexponential tting model.

Thermogravimetric analysis. Thermogravimetric analyses
(TGA) of samples were performed using a TA Instrument
Q5000IR thermal gravimetric analyzer with a nitrogen ow and
sample purge rate of 10 ml min�1 and 12 ml min�1 respectively.
About 3 mg of samples were loaded onto a platinum sample pan
and heated from room temperature to 450 �C at a rate of 10 �C
min�1 under a nitrogen ow.

Diffuse reectance spectroscopy. Optical absorption spectra
were measured at room temperature on a Shimadzu UV-3600
UV/VIS/NIR spectrometer. The reectance data were converted
to the Kubelka–Munk function, a/S ¼ (1 � R)2/2R (a is the
absorption coefficient, S is the scattering coefficient and R is the
reectance), and used to estimate the bandgap. The scattering
coefficient (S) was treated as a constant as the average particle
size of the samples used in the measurements was signicantly
larger than 5 mm. Samples for reectance measurements were
prepared by evenly distributing ground powder samples
between two quartz slides.

Internal and external quantum yield measurements.
Internal quantum yield (IQY) measurements were made on
a C9920-02 absolute quantum yield measurement system
(Hamamatsu Photonics) with a 150 W xenon monochromatic
light source and 3.3 inch integrating sphere. Samples for
internal quantum yield measurements were prepared by
Chem. Sci., 2019, 10, 5363–5372 | 5365
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spreading ne powder samples evenly on the bottom of a quartz
sample holder. Sodium salicylate (SS) and YAG:Ce3+ were
chosen as the standards with reported IQY values of 60% and
95% at an excitation energy of 360 nm and 450 nm, respec-
tively.29,30 Their IQY values were measured to be 66% and 97%,
respectively and corrections were made based on the reported
data. The external quantum yields (EQY) of these samples were
estimated from their IQY and reectance R using the equation
EQY ¼ IQY � (1 � R), where R is the portion of photons re-
ected.31 BaMgAl10O17:Eu

2+ and YAG:Ce3+ were chosen as the
standards with reported EQY values of 70% and 90% at an
excitation energy of 360 nm and 450 nm, respectively.32

DFT calculations. DFT calculations were carried out for
selected 1D-CumIm(L)y compounds using the Quantum Espresso
soware package.33 We have used the PBE functional34 for their
geometry optimization and the PBE0 hybrid functional for the
band gap calculation of 1D-Cu2I2(bbtpe)2 (4).35 This is because
the GGA functionals underestimate the band gaps of mate-
rials.36 In all calculations, norm-conserving pseudopotentials37

and a plane wave basis were used with a kinetic energy cutoff of
60 Ry. Our previous calculations showed that increasing the
kinetic energy cutoff by 2 to 3 times does not change the band
gap of similar hybrid materials by more than 0.01 eV.25 The
Brillouin zone of each crystal was sampled using G-centered k-
points with a Gaussian broadening of 0.005 Ry. For the geom-
etry optimization, the initial structures of the hybrid
compounds were taken from experimental data. A quasi-
Newton algorithm with a convergence threshold of 10�3 Ry per
Bohr was used to relax the geometry. To calculate the binding
energies, Eb, between Cu and ligands, we used clusters con-
taining a Cu2I2 core and four coordinating ligands. Geometry
optimization was performed for the cluster and the ligands,
respectively. Due to the instability of the Cu2I2 core, its energy is
reported as the single-point energy using the experimental
geometry. For Cu2I2(bbtpe)4, the binding energy was computed

as Eb ¼ EðCu2I2L4Þ � 4EðLÞ � EðCu2I2Þ
4

; where L represent

a ligand. E(Cu2I2L4), E(L) and E(Cu2I2) are the energies of the
compound, the ligand and the Cu2I2 core, respectively, in the
gas phase. For Cu2I2(tpp)2(pz)2 and Cu2I2(tpp)2(4,40-bpy)2,

Eb ¼ EðCu2I2L4Þ � 2EðLÞ � 2EðtppÞ � EðCu2I2Þ
2

� EbðCu� PÞ:
Here Eb(Cu–P) represents the binding energy between Cu and
the P atom in the compound Cu2I2(tpp)3, and

EbðCu� PÞ ¼ EðCu2I2ðtppÞ3Þ � 3EðtppÞ � EðCu2I2Þ
3

:

Fabrication of prototype LED bulbs. Selected phosphors
were dispersed in binder/ethanol solution, and were uniformly
coated onto glass bulbs. The bulbs were placed on top of LED
lamps with UV chips (110 V, 2 W, and 450 nm) as the excitation
source.
Results and discussion
Design strategy

Our early studies have shown that among copper iodide based
hybrid compounds those built from CumIm molecular clusters
5366 | Chem. Sci., 2019, 10, 5363–5372
(e.g. m ¼ 2–6) are much more efficient light emitters than those
made of (CuI)N modules (e.g. innite chains or layers).
However, the molecular structures suffer from low thermal,
moisture and photostability. To tackle such a problem we have
designed a series of multiple-stranded structures (Fig. 1d–f).
They can be regarded as one-dimensional (1D) chains built by
connecting the neighboring molecular CumIm (m ¼ 2, 4 and 6)
building units through multiple organic ligands. Such
a multiple-stranded bonding mode greatly enhances their
framework stability over single-stranded structures, where the
inorganic molecular motifs are interconnected by a single
ligand (Fig. 1a–c). We have achieved double- and triple-stranded
structures by designing a series of exible benzotriazole and
imidazole derivatives that contain at least three carbon atoms in
the alkyl chains between two binding sites (N) (Fig. S1, ESI†), as
shorter alkyl chains tend to produce single-stranded structures.
Our hypothesis is that multiple-stranded structures constructed
from low LUMO energy ligands and highly emissive CumIm
molecular motifs will form stronger bonds between inorganic
motifs and organic ligands and will produce robust compounds
with strong blue excitability and high PL efficiency.

By a slow diffusion approach we have synthesized six new
multiple-stranded compounds: 1D-Cu2I2(biprbt)2 (1) (biprbt¼ 1-
(3-(1H-benzo[d]imidazol-1-yl)propyl)-1H-benzo[d][1,2,3]triazole),
1D-Cu2I2(bbtbu)2 (2) (bbtbu ¼ 1,4-bis(1H-benzo[d][1,2,3]triazol-
1-yl)butane), 1D-Cu2I2(bihebt)2 (3) (bihebt ¼ 1-(6-(1H-benzo[d]
imidazol-1-yl)hexyl)-1H-benzo[d][1,2,3]triazole), 1D-Cu2I2(-
bbtpe)2 (4) (bbtpe ¼ 1,5-bis(1H-benzo[d][1,2,3]triazol-1-yl)
pentane), 1D-Cu4I4(bbtpe)2 (5), and 1D-Cu6I6(bmibu)3 (6) (bmibu
¼ 1,4-bis(2-methyl-1H-imidazol-1-yl)butane). For example, use of
CuI and the organic ligand bbtpe through interlayer diffusion at
room temperature results in a Cu2I2 dimer based structure 1D-
Cu2I2(bbtpe)2 (4), while heating CuI and bbtpe in a Pyrex tube at
120 �C led to the formation of a Cu4I4 staircase tetramer based
structure 1D-Cu4I4(bbtpe)2 (5). Further experimental details for
the synthesis of other compounds can be found in the ESI†
(Experimental section, Fig. S7–S12, ESI†). The phase purity of the
products was conrmed by powder X-ray diffraction (PXRD)
analysis (Fig. S16 and S17, ESI†).
Structure description

Crystal structure analysis reveals the formation of 1D structures
composed of an inorganic rhomboid dimer, staircase tetramer
or hexamer bonded by multiple organic linkers (Fig. 2). Single
crystal data of the six compounds are summarized in Table 1.
All but compound 2 crystallize in the P-1 space group, while the
latter crystalizes in the P�42c space group. Compounds 1–4 have
the general formula 1D-Cu2I2(L)2 where each copper metal is
tetrahedrally coordinated to two nitrogen atoms from two
ligands and to two iodine atoms (Fig. 2a, S13–S15, ESI†). Each
Cu2I2 inorganic motif is interconnected by four bidentate
ligands to form a new type of 1D double-stranded chain struc-
ture. Different from previously reported 1D single-stranded
structures based on the same Cu2I2 module (Fig. 1a), here two
ligands coordinate to the same Cu atom. While Cu–Cu
distances in compounds 1 and 4 are longer than the sum of van
This journal is © The Royal Society of Chemistry 2019
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Fig. 2 (a) 1D-Cu2I2(bbtbu)2 (2). (b) 1D-Cu4I4(bbtpe)2 (5). (c) 1D-Cu6I6(bmibu)3 (6). Color scheme of the atoms: Cu: cyan, I: pink, N: blue, and C:
grey. (d) Optical absorption spectra of 1 (red), 2 (purple), 3 (blue), 4 (black), 5 (olive), and 6 (orange). (e) Photoluminescence spectra (lex¼ 360 nm)
of 1 (red), 2 (purple), 3 (blue), 4 (black), 5 (olive), and 6 (orange).
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der Waals radii of Cu atoms (2.8 Å), similar to those found in
single-stranded 1D structures containing the same dimer unit,
the values are much shorter in compounds 2 and 3 (Table S1,
ESI†). In compound 5 the ligand bbtpe coordinates to the
staircase-like Cu4I4 tetramer via a bidentate/monodentate
binding mode of the benzotriazole moiety. The asymmetric unit
of compound 5 contains two crystallographically independent
Cu centers, two I� and two bbtpe ligands (Fig. 2b). One Cu
center is coordinated to two N donors from two different bbtpe
ligands, one m2-I and one m3-I bridges, forming a [CuN2I2]
Table 1 Summary of crystal data of compounds 1–6

Compound
1D-Cu2I2
(biprbt)2 (1)

1D-Cu2I2
(bbtbu)2 (2)

1D-Cu2
(bihebt

Empirical
formula

C16H15CuIN5 C16H16CuIN6 C19H21C

FW 467.77 482.79 509.85
Space group P�1 P�42c P�1
a (Å) 8.5197(3) 13.8410(8) 9.4723(
b (Å) 9.4963(3) 13.8410(8) 10.8047
c (Å) 10.5529(4) 8.7594(6) 10.9194
a (�) 85.8689(12) 90 69.009(
b (�) 77.7990(12) 90 64.607(
g (�) 71.5887(12) 90 80.659(
V (Å3) 791.78(5) 1678.1(2) 942.53(
Z 2 4 2
T (K) 100 (2) 100(2) 100 (2)
l (Å) 0.7288 0.7749 0.7288
R1 0.0257 0.0484 0.0367
wR2 0.0483 0.1091 0.0674

This journal is © The Royal Society of Chemistry 2019
tetrahedron. The other Cu center is coordinated to one N atom,
one m2-I and two m3-I, forming a CuNI3 tetrahedron. The Cu–Cu
distances in 5 are 2.6133(9) and 2.7796(6) Å. Similar to double-
stranded 1D compounds based on dimers (1–4), compound 5
has a double-stranded 1D structure composed of a Cu4I4
tetramer. The structure of compound 6 is built from a Cu6I6
staircase hexamer and accompanying bidentate ligands with
a formula of 1D-Cu6I6(bmibu)3 (Fig. 2c). There is a crystallo-
graphic center of inversion located at the middle of Cu6I6 unit.
Each bmibu ligand in compound 6 binds to two Cu atoms from
I2
)2 (3)

1D-Cu2I2
(bbtpe)2 (4)

1D-Cu4I4
(bbtpe)2 (5)

1D-Cu6I6
(bmibu)3 (6)

uIN5 C17H18CuIN6 C17H18Cu2I2N6 C18H27Cu3I3N6

496.81 687.25 898.77
P�1 P�1 P�1

9) 9.3371(5) 8.3419(5) 10.2612(5)
(10) 10.3738(6) 10.1955(6) 10.7326(6)
(11) 10.4214(6) 13.6890(8) 11.8422(7)
3) 82.819(2) 76.369(2) 106.811(3)
3) 81.825(2) 74.522(2) 90.123(3)
3) 63.474(2) 66.570(2) 101.770(3)
16) 891.83(9) 1018.40(11) 1219.58(12)

2 2 2
100 (2) 100 (2) 100 (2)
0.7293 0.7749 0.7749
0.0359 0.0502 0.0406
0.0741 0.0755 0.0602
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two neighboring Cu6I6 units. Similarly, two types of Cu atoms
are found in the Cu6I6 unit, one of which is coordinated to one
N atom from the bmibu ligand, one m2-I, and one m3-I atom. The
other Cu center is coordinated to one N, one m2-I and two m3-I.
Although a few Cu6I6 hexamer based structures have been re-
ported prior to this work, this 1D triple-stranded structure is
unprecedented.38,39 Cu–Cu distances in compound 6 are longer
and shorter compared to the sum of van der Waals radii of Cu
atoms (Table S1, ESI†).
Optical properties, luminescence efficiency and emission
mechanism

The photophysical properties of the multiple-stranded 1D
structures were rst investigated at room temperature. Optical
absorption spectra and room temperature solid state photo-
luminescence (PL) data of compounds 1–6 are plotted in Fig. 2d
and e. The estimated band gap values as well as emission
properties are summarized in Table 2. The absorption spectra
feature sharp slopes, characteristic of efficient light absorption
of these materials. The estimated band gaps range from 2.3 to
2.7 eV. For 1D-Cu2I2(bbtpe)2 (4), a value of 2.62 eV was estimated
from DFT calculations (see DFT calculations in the Experi-
mental section), which is in good agreement with its optical
band gap of �2.7 eV. Similar to the trend observed in 1D-CuI(L)
staircase-like chain structures4 and benzotriazole derivative
based CuI AIO structures,25 larger band gap values correspond
to higher energy emission. For example, with the largest
experimental band gap of 2.7 eV, compound 4 emits at 508 nm,
which is the highest emission energy among all six compounds.
The emission spectra of all 1D structures are characteristic of
a broad single band, and their emission maximum is in the
green-orange region of the visible light spectrum. The room
temperature internal quantum yields (IQYs) are estimated at
two excitation energies and the results are also shown in Table
2. The values range from 56% to 83% and from 20 to 70% under
365 and 450 nm excitation, respectively. The highest values are
reported for 1D-Cu4I4(bbtpe)2 (5), 83% (lex ¼ 365 nm) and 70%
(lex ¼ 450 nm), which correlate well with its excitation spectrum
(Fig. S27, ESI†). To the best of our knowledge, the latter is
among the highest values achieved to date for any crystalline
hybrid phosphors under blue-light excitation.28

Temperature dependent PL experiments were then carried
out on selected compounds. For compound 5, lowering
temperature results in a signicant increase in luminescence
Table 2 Estimated optical band gaps, emission energies and colors, IQY

# Structure
Optical
bandgap (eV)

lem
(nm)

1 1D-Cu2I2(biprbt)2 2.3 572
2 1D-Cu2I2(bbtbu)2 2.4 562
3 1D-Cu2I2(bihebt)2 2.6 542
4 1D-Cu2I2(bbtpe)2 2.7 508
5 1D-Cu4I4(bbtpe)2 2.4 560
6 1D-Cu6I6(bmibu)3 2.5 554

5368 | Chem. Sci., 2019, 10, 5363–5372
intensity. This behaviour could be explained by increased
localization of the excited state on the molecular structure and
reduced structural torsion, which acts to increase the lumi-
nescence efficiency.40,41 Besides the observed intensity changes,
the shape and wavelength of the emission spectrum do not
change signicantly with temperature (Fig. 5a and S26†).

Luminescence decay measurements were also conducted on
selected compounds, namely 1 and 5 (Fig. 5b and S26, Tables S3
and S4, ESI†). The long average lifetimes (�6.6 ms and 2.3 ms,
respectively) of the two compounds at room temperature (293 K
or 20 �C) suggest that emission proceeds primarily from a triplet
excited electronic state. Compound 5 has a shorter average
lifetime than compound 1 at higher temperatures. This is
consistent with the higher room-temperature IQY of 5 (Table 2),
as a shorter lifetime is generally consistent with more efficient
recombination. Both compounds exhibit a shortening of their
average luminescence lifetime with increasing temperature
(between 77 and 293 K). Given the observed reduction in
luminescence intensity that also occurs with increasing
temperature (Fig. 5a), the short lifetime at room temperature
may be attributed to non-radiative decay rate enhancement
possibly due to increased structural torsion. However, this is at
odds with the high IQY of 5 at room temperature (>70%). It is
possible that the IQY of compound 5 is even higher at low
temperatures compared to its room-temperature value, due to
more efficient long-lived phosphorescence.

The luminescence decay curves were best t with bi-expo-
nential decay functions, suggesting two different recombina-
tion pathways, one with a decay time of tens of ms and the other
with a decay time of a few ms. Both the long and short decay
components decreased with increasing temperature; however,
their relative contributions to the average lifetime varied
signicantly. Compound 1 retains a relatively high percentage
of the longer lifetime decay component with increasing
temperature (e.g., �67% of the longer �9 ms component and
only 33% of the shorter �2 ms component at 293 K), whereas
compound 5 has a signicant increase in the shorter lifetime
decay component with increasing temperature (only 29% of the
longer 4 ms component and 71% of the shorter �1 ms compo-
nent at 293 K). This signicant change in the contributions of
short and long lifetime components with increasing tempera-
ture indicates that there is a thermally activated recombination
pathway. A new defect pathway activated at higher temperature
or a reduction in the efficiency of metal-to-ligand or halide-to-
values and decomposition temperatures of compounds 1–6

Emission
color

IQY (EQY)
(lex: 360 nm)

IQY (EQY)
(lex: 450 nm) TD (�C)

Yellow 56 (39) 20 (15) 260
Yellow 66 (44) 31 (23) 250
Yellow 63 (45) 22 (16) 250
Blue-green 83 (57) 35 (26) 250
Yellow 82 (49) 70 (40) 250
Yellow 50 (38) 34 (19) 280

This journal is © The Royal Society of Chemistry 2019
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Fig. 4 Optimized structures of (a) Cu2I2(bbtpe)4, (b) Cu2I2(tpp)2(pz)2,
and (c) Cu2I2(tpp)2(4,40-bpy)2. Cu, I, N, C, O, P, and H atoms are shown
in cyan, purple, blue, gray, red, green and white, respectively. The
binding energy (Eb) value is indicated for each complex.
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ligand charge transfer with increasing temperature could lead
to this type of strong temperature-dependent luminescence
behavior. However, given the high IQY of 5, it is also possible
that the excited state decays radiatively throughout two chan-
nels, one being phosphorescence (characterized by the long
decay components (tens of ms)) and the other being a less-effi-
cient thermally activated delayed uorescence channel (short,
ms decay component). The latter can occur when the singlet and
triplet states are energetically close, which in turn enables
backwards (reverse) intersystem crossing and radiative decay
via delayed uorescence.

Band structure calculations

Band structure (BS) and density of states (DOS) calculations were
performed on selected structures employing DFTmethods using
the CASTEP package42 (S7, ESI†). The calculated density of states
(DOS) are shown in Fig. 3 and in the ESI (Fig. S20–S25†). The
contribution to the valence band maximum (VBM) primarily
originates from the inorganic components (e.g. Cu 3d and I 5p),
while the conduction band minimum (CBM) is composed
primarily of the atomic states that make up the LUMOs of
organic ligands, specically C 2p and N 2p orbitals. This
composition is similar to the results found in a number of other
types of copper iodide based hybrid structures, including 1D-
CuI(L)4 and nD-Cu2I2(Lm) (n ¼ 0–2) structures.28,43 Therefore, the
band gap of multiple-stranded structures can also be systemat-
ically tuned by incorporating organic ligands with relatively low
LUMO energies to achieve desired low band gaps and low energy
emission wavelengths. For example, compounds 1-4 are all
double-stranded dimers, and their experimental band gaps are
estimated to be 2.3, 2.4, 2.6 and 2.7 eV, respectively, correlating
with their increasing LUMO energy of the corresponding
ligands, �1.661, �1.621, �1.565, and �1.563 eV (S9, ESI†).

Thermal- and photo-stability

The signicantly improved thermal stability of these 1D struc-
tures was evaluated by TG analysis (Fig. S18, ESI†). TGA curves
show that there is only one major weight loss stage for 1–6 and
all compounds demonstrate stability up to 250 �C (Table 2).
Compared to previously reported stability data of 1D-CuI(L) and
nD-Cu2I2(Lm) (n ¼ 0–2), compounds 1–6 have signicantly
Fig. 3 Calculated density of states (DOS): (a) 1D-Cu2I2(biprbt)2. (b) 1D-C
black), Cu 3d orbitals (cyan), I 5p orbitals (red), N 2p orbitals (blue), and

This journal is © The Royal Society of Chemistry 2019
higher thermal stability. For example, the double-stranded
structure 1D-Cu2I2(bbtpe)2 is stable up to 250 �C, while the
single-stranded chain structures 1D-Cu2I2(tpp)2(pz) (tpp ¼ tri-
phenylphosphine, pz ¼ pyrazine) and 1D-Cu2I2(tpp)2(4,40-bpy)
(4,40-bpy ¼ bipyridine) readily undergo thermal decomposition
at 120 and 160 �C (Fig. S28 and S29, ESI†).28

To quantitatively assess Cu–N binding energies in these
compounds, DFT calculations33 were performed to compare the
Cu–N bonding strength in compound 4 with those of the two
single-stranded structures made of Cu2I2 dimers, namely 1D-
Cu2I2(tpp)2(pz) and 1D-Cu2I2(tpp)2(4,40-bpy) (see DFT calcula-
tions in the Experimental section). As illustrated in Fig. 4, the
Cu–N binding energies, Eb, are 1.60, 1.36, and 1.29 eV for the
ligands bbtpe, pz and 4,40-bpy, respectively. These values indi-
cate that the increased stability of compound 4 compared to
single-stranded 1D structures arises from the stronger bonding
interactions between the metal ion and the ligand nitrogen. In
addition, in double-stranded structures such as compound 4,
the neighboring Cu2I2 cores are connected through two ligands,
whereas in single-stranded structures such as 1D-Cu2I2(tpp)2(-
pz) and 1D-Cu2I2(tpp)2(4,40-bpy), they are linked by only one
ligand. As a result, the double-stranded connections are more
robust than single-stranded connections. Furthermore, in the
crystal structure of compound 4, the neighboring aromatic
u4I4(bbtpe)2. (c) 1D-Cu6I6(bmibu)3. Color scheme: total DOS (dashed
C 2p orbitals (black).

Chem. Sci., 2019, 10, 5363–5372 | 5369
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Fig. 5 (a) Emission spectra and (b) luminescence decay profiles of compound 5 at various temperatures (lex¼ 480 nm). (c) Plots of IQY ratios (Q0

and Q are IQY values measured before and after heating the sample at 150 �C in air as a function of time). Inset is the plot of ratios of the IQY
values after and before exposing to UV light as a function of time for 30 days. Blue: 0D-Cu2I2(py)4, cyan: 1D-Cu2I2(tpp)2(pz), black: compound 1,
and red: compound 5. (d) Prototype illuminating bulbs made of a blue LED chip (left) and compound 5 coated blue LED chip (right).
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ligands bbtpe are oriented almost parallel to each other, thus
enhancing the p–p interactions in the packing of ligands and
stabilizing the crystal structures. In contrast, 1D-Cu2I2(tpp)2(pz)
and 1D-Cu2I2(tpp)2(4,40-bpy) have weaker intermolecular inter-
actions as the ligand aromatic rings stay almost perpendicular
to each other. These factors combine to make the double-
stranded structures thermally more stable than the single-
stranded ones.

To evaluate their suitability for practical lighting applica-
tions, compounds 1 and 5 were selected to conduct long-term
photo-stability and thermal stability tests. Aer prolonged
heating of the two samples in air and at 150 �C for one month,
the IQYs of both samples decreased by less than 10% compared
to their initial values (Fig. 5c). A similar long-term photostability
test was also conducted, in which the IQYs were measured at
selected time intervals upon continuous UV irradiation for one
month. Only a 5% loss was observed for the two compounds
(Fig. 5c inset). Both compounds retain their crystallinity aer
these tests as conrmed by the PXRD analysis (Fig. S19, ESI†). In
contrast, molecular species 0D-Cu2I2(py)2 and single-stranded
1D-Cu2I2(tpp)2(pz) suffer from a nearly 100% drop in their IQYs
aer heating at 150 �C for only 1 day. Similarly their IQYs
reduced by �60% and �50% at the end of the photostability
experiment.
Fabrication of a prototype white LED bulb

A white LED (WLED) bulb was assembled by coating
a commercial blue LED chip with compound 5 as the yellow
5370 | Chem. Sci., 2019, 10, 5363–5372
phosphor. A solution of the phosphor and a water soluble
polymer binder was prepared in ethanol, and the solution was
then applied on a blue LED chip. Aer drying the phosphor in
air for less than 10 minutes, the bulb was ready for use. A
photograph of the WLED and blue LED under working condi-
tions is shown in Fig. 5d. The quality of the white light remains
unchanged aer one month of continuous illumination. Aer
the test, the pure phosphor was isolated by washing the polymer
binder containing powder with ethanol. The PL intensity of the
isolated yellow phosphor aer the test decreased slightly
(Fig. S30, ESI†). Both IQYs and EQYs of the phosphor sample
were measured before and aer the test. Only about a 4.3% loss
was observed for IQYs aer the test (Table S6†).

Conclusions

A series of multiple-stranded one-dimensional inorganic–
organic hybrid materials based on CumIm molecular clusters (m
¼ 2, 4, 6) and benzotriazole derivatives have been synthesized,
guided by a rational design strategy and theoretical calcula-
tions. These materials exhibit signicantly enhanced thermal/
photo-stability because they contain strong Cu–N bonds,
multiple-stranded connections between the CumIm core and
ligands, and favorable p–p interactions between aromatic
ligands. The deliberately selected ligands with low-lying LUMO
orbitals are most responsible for the small bandgaps and strong
blue-light excitability of the resulting hybrid compounds. The
mechanisms of emission in these compounds are dominated by
charge transfer from the CumIm core to the organic ligands, as
This journal is © The Royal Society of Chemistry 2019
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examined by temperature dependent photoluminescence and
luminescence decay measurements. The emission measure-
ments indicate a strong temperature dependence of intensity
and lifetime. Further analysis on the lifetime was carried out by
tting the lifetime curves with two-exponential equations. The
results demonstrate that phosphorescence occurs along with
thermally activated recombination that is either non-radiative
in nature or that proceeds by thermally activated delayed uo-
rescence. A prototype white light bulb was fabricated by coating
a yellow phosphor on a blue LED chip. The emission intensity
and quality were well maintained aer one month of contin-
uous illumination in air. This study serves as a good example of
target-specic approaches to the improvement of properties.
The same approach can be applied to form 2D and 3D struc-
tures with further enhanced stability.
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