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e multiscale self-assembly of
metal–organic polyhedra towards functionally
graded porous gels†

Alexandre Legrand, a Gavin A. Craig, a Mickaele Bonneau,a Saori Minami,b

Kenji Urayama b and Shuhei Furukawa *ac

Spatial heterogeneity and gradients within porous materials are key for controlling their mechanical

properties and mass/energy transport, both in biological and synthetic materials. However, it is still

challenging to induce such complexity in well-defined microporous materials such as crystalline metal–

organic frameworks (MOFs). Here we show a method to generate a continuous gradient of porosity over

multiple length scales by taking advantage of the amorphous nature of supramolecular polymers based

on metal–organic polyhedra (MOPs). First, we use time-resolved dynamic light scattering (TRDLS) to

elucidate the mechanism of hierarchical self-assembly of MOPs into colloidal gels and to understand the

relationship between the MOP concentrations and the architecture of the resulting colloidal networks.

These features directly impact the viscoelastic response of the gels and their mechanical strength. We

then show that gradients of stiffness and porosity can be created within the gel by applying centrifugal

force at the point of colloidal aggregation. These results with the creation of asymmetric and graded

pore configuration in soft materials could lead to the emergence of advanced properties that are

coupled to asymmetric molecule/ion transport as seen in biological systems.
Introduction

Natural organisms oen have hierarchical structures spanning
multiple length scales that present heterogeneities or gradients
– in this way it is possible for complex functions to emerge from
a relatively limited set of building blocks.1,2 The spatial distri-
bution of biological materials particularly affects local
mechanical properties, with continuous gradients tuning the
stiffness;3 for instance, the combination of rigidity and exi-
bility found in squid sucker ring teeth arises from a gradient in
porous materials made from supramolecular networks of semi-
crystalline proteins.4 Inspired by biological systems, synthetic
materials with such gradients have been designated as func-
tionally graded materials (FGM),5 and porous materials con-
taining gradients can give unique mechanical properties and
permeability, with applications in various elds from tissue
engineering6 to the aerospace industry.7 In most cases, the
fabrication procedures to engineer porosity have been limited
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to top-down approaches including microuidics8 or 3D printing
technologies;9 indeed, inducing gradients of porosity over the
mesoporous and microporous regimes remains a challenge.

Recent developments in metal–organic frameworks (MOFs)
or covalent-organic frameworks (COFs) allow us to nely tune
the size and shape of micropores;10,11 however, because of the
crystalline nature of the materials there are only a few methods
that could potentially induce gradients in the porosity. One
method is to use post-synthetic ligand exchange to change the
pore size by introducing longer ligands, thus creating larger
pores than those found in the parent MOF structure.12 In this
case the resulting materials intrinsically possess a core–shell
conguration such that this method leads only to radial gradi-
ents. Another approach is to build up the MOF structure from
a substrate using layer-by-layer methods,13 which allows for
hybridizing several MOFs but with sharp interfaces, rather than
continuous and gradual changes of function. While there are
also several synthetic strategies to use nano-sized crystalline
MOFs as building blocks to obtain hierarchical superstructures
over the mesoscopic and macroscopic scale, most focus on
localizing the assembly of metal ions and organic linkers,
meaning that there is no general strategy to generate a graded
distribution of the material.14 We believe that induction of
porosity gradients can be a new way to increase the complexity
of materials based on MOFs, adding to recently described
approaches to this trend in the eld, which include MOFs with
Chem. Sci., 2019, 10, 10833–10842 | 10833
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multiple components,15,16 hierarchical architectures,17,18 and
disordered structures.19,20

Very recently we used metal–organic polyhedra (MOPs),
which are discrete molecules self-assembled from organic
linkers and metal clusters and are recognized as potentially the
smallest porous unit, to introduce a new class of microporous
material. This material was synthesized by simply assembling
pre-synthesized MOP molecules [Rh2(bdc-C12)2]12 (C12RhMOP;
bdc-C12 ¼ 5-dodecoxybenzene-1,3-dicarboxylate) with the
ditopic linker, 1,4-bis(imidazole-1-ylmethyl)benzene (bix) by
coordination-driven supramolecular polymerization.21 The
resulting amorphous MOP network is shaped into colloidal
particles at the mesoscale, followed by connecting particles
leading to the formation of macroscale colloidal gels. This
structural hierarchy is spontaneously generated during the self-
assembly process. Hence, we envisaged that by revealing the
individual steps underlying the multistep assembly, one could
then inuence specic stages of the polymerization by applying
external stimuli and thus induce functional gradients in the
porous gels. This feature distinguishes it from other MOF-based
gel materials, in which the formation of gels is usually induced
by controlling specic reaction conditions (e.g. pH, tempera-
ture, solvent, use of surfactants, or concentration of
reagents).22–24 However, the solution-phase techniques that are
oen used to elucidate the molecular self-assembly mecha-
nisms of gels, such as NMR,25 rheology,26 or light scattering,27

are ineffective due to the low solubility of MOFs.
Here we show that detailed evaluation of the hierarchical

self-assembly process of MOPs is an essential step to then create
continuous gradients of porosities and mechanical properties
within the colloidal gels. First, we reveal the correlation of the
gel formation with the resulting macroscopic architecture using
time-resolved dynamic light scattering (TRDLS) techniques, and
the effect on the mechanical properties of the gels. TRDLS can
be used to gain insight into (i) the dynamics of the self-assembly
near the gelation threshold (tg); (ii) the mechanism of gelation;
and (iii) the nal architecture of the supramolecular gel based
Fig. 1 Illustration of structural complexity in porous materials. Crystalli
entire material due to their crystallinity. Layer-by-layer growthmethods a
On the other hand, amorphous porous materials composed of polymeric
thanks to the formation of colloidal particles based on MOP polymeriza
study further induces a gradient in the distribution of the colloidal partic

10834 | Chem. Sci., 2019, 10, 10833–10842
on C12RhMOP. Finally, we show that applying centrifugal force
only at the onset of colloidal aggregation leads to the formation
of the density gradient of colloidal networks, which induces the
gradual change of mechanical properties.
Results and discussion

In order to induce gradients of porosities over the microporous
and mesoporous regimes, initial design of materials is essen-
tial. As summarized in Fig. 1, metal–organic materials can be
categorized into four distinct congurations from the viewpoint
of gradients. As discussed above, heterostructured MOFs with
sharp chemical interfaces can be created in crystalline MOFs by
stepwise framework growth.13 On the other hand, colloidal gel
materials based on MOPs possess continuous networks of
hierarchical colloidal structures. By controlling the mesoscale
assembly of colloids, we have an opportunity to induce non-
uniform colloidal architectures, leading to graded porosities.
First, we investigate the hierarchical assembly process of MOPs
into polymers.
Study of the gel formation dynamics

We previously reported that the coordination reaction between
C12RhMOP and bix in DMF produces a supramolecular coor-
dination polymer, leading to gel formation.21 In order to
monitor the formation of the colloidal gel, the kinetics of the
polymerization reaction must be controlled: this is achieved by
isolation of a kinetically trapped cage molecule in which each of
the twelve exohedral axial sites of the dirhodium clusters are
coordinated by a bixmolecule in a monodentate fashion, giving
a composition of (C12RhMOP)(bix)12. Because the p* / s*

transition at the Rh–Rh bond is sensitive to axial coordination,
UV-visible spectroscopy can be used to reveal the coordination
of 12 equivalents of bix molecules to C12RhMOP, inducing
a shi of the absorption maximum from 593 to 553 nm (Fig.-
S2a†) due to the ligand exchange reaction of DMF for bix at the
Rh axial site.
ne MOF materials provide uniform pore distributions throughout the
llow for the fabrication of heterostructured MOFs with sharp interfaces.
MOP gels intrinsically generate more complex hierarchical structures,
tion; the particles are then linked to form colloidal architectures. This
les to synthesize functionally graded porous materials.

This journal is © The Royal Society of Chemistry 2019
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The long dodecoxy chains functionalizing the surface of the
cage molecule improve their solubility, and allow their solution
phase dynamics to be monitored using spectroscopic tech-
niques.28,29 The size of the discrete MOP is ca. 3 nm, and
therefore detectable by dynamic light scattering (DLS)
measurements. These characteristics allow us to follow the
hierarchical self-assembly process that occurs during gelation
with in situ monitoring of the scattering elements. DLS analysis
gives a particle size for the kinetically trapped MOP (C12-
RhMOP)(bix)12 of 3.2 � 1.4 nm (Fig. S2b†). Supramolecular
polymerization is induced by heating the solution of (C12-
RhMOP)(bix)12 at 80 �C, driving the coordination equilibrium
toward dissociation of bix and creating a vacant axial site, which
can be occupied by a bix ligand attached to a neighboring
kinetically trapped MOP. Indeed, this reaction resulted in the
formation of a gel (1) over the course of several hours. The self-
Fig. 2 Time-resolved dynamic light scattering experiments (TRDLS) to
colloidal gels. TRDLS measurement during the supramolecular polymer
showing (a) the particle size evolution and (b) the time-averaged scatteri
(ICF) for different reaction times during the supramolecular polymerizatio
fitted ICF using a stretched exponential and power-law function for the so
beyond the gel point, is shown in cyan (300 min). (d) Variation of the
a function of the reaction time. The gelation threshold is represented by
mobility of particles due to gel formation on the DLS response. The fract
parameters obtained from (d). (e) Proposed mechanism for the supramo
gel. The scale bar is 0.5 cm.

This journal is © The Royal Society of Chemistry 2019
assembly process was followed by TRDLS; Fig. 2a shows the
evolution of particle size as a function of time for an initial MOP
concentration of 0.93 mM. Once polymerization begins, the
system hierarchically assembles into colloidal particles as
observed in the TRDLS measurements, where a steep increase
in particle size occurs during stage II to reach a maximum of
30.5 � 4.5 nm aer 250 minutes. As the innite coordination
network forms and immobilizes the DMF solvent molecules, the
general mobility of the particles is frozen due to topological
constraints and the diffusion becomes null, rendering reliable
measurement of the particle size impossible (represented as the
gray region, stage III). Rather than following particle size
evolution, changes in the time-averaged scattering intensity, IT,
can give a clearer indication of sol–gel transitions as shown in
Fig. 2b.30,31 Indeed, the plot of IT as a function of time shows that
random uctuations appear at 270 min, corresponding to the
elucidate the mechanism of hierarchical self-assembly of MOPs into
ization of (C12RhMOP)(bix)12 at 80 �C at a concentration of 0.93 mM,
ng intensity. (c) Log–log plot of the intensity–time correlation function
n reaction at a concentration of 0.93 mM. The solid lines represent the
lution state (at 3 min) and gel threshold (270min) respectively. The ICF,
fraction of the fast diffusion mode (A) and stretched exponent (b) as
the blue dotted line. The gray region highlights the effect of the frozen
ion of the fast diffusion mode (A) and stretched exponent (b) are fitted
lecular polymerization of the kinetically trapped phase into a colloidal

Chem. Sci., 2019, 10, 10833–10842 | 10835
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onset of the gelation point (tg). These changes in the particle
size and the IT are characteristic of the loss of ergodicity and
homogeneity that occurs upon gelation.32,33

Mechanism of gelation

Each DLS measurement recorded during the gelation has an
associated time-averaged intensity correlation function (ICF),
g(2)(s)� 1, that is derived from the time dependence of the decay
in scattered light by a randomly diffusing object.32,34 Because
the diffusion will depend on the nature of the particles in
solution, the analysis of the ICF can give insight into the gela-
tion mechanism of 1. Fig. 2c shows the ICF at three stages of the
gelation process, for t¼ 3, 270 and 300min, i.e. at the beginning
of the reaction, at tg, and beyond the gelation point, respec-
tively. In the solution regime (pregel, 0 < t < 270), the ICF can be
tted as a sum of single and stretched exponentials (eqn (1)):

g(2)(s) � 1 ¼ s1
2{Ae(�s/sf) + (1 � A)e�(s/ss)b}2 (1)

where s1
2 is the initial amplitude of the ICF, A is the fraction of

the fast diffusion mode, b is the stretched exponent, and sf and
ss are the relaxation times of the fast and slow components,
respectively.34 Here, b reects the distribution of relaxation
times of the slow mode,35 and sf is inversely proportional to the
diffusion D (see ESI† for further details). The two-step relaxation
observed at 3 min (Fig. 2c) is attributed to the combination of
a fast mode due to translational diffusion of the MOP cages with
a slow mode attributed to the stretched dodecoxy chains on the
isophthalate linker. In order to conrm the appearance of the
slow mode, the temperature dependence of ICF of the pristine
C12RhMOP was measured (Fig. S3a†). Similar to what is
observed for polymer chains graed on spherical particles,36,37

at room temperature the ICF of the solubilized C12RhMOP in
DMF shows only a monotonic decay without the slow mode,
which is attributed to the compacted dodecoxy chain
(Fig. S3a†). On the other hand, increasing the temperature of
the C12RhMOP solution to 80 �C leads to the appearance of the
slow relaxation mode stemmed from the collective motion of
thermally agitated chains extended away from the MOP
(Fig. S3a†). The same trend is observed for the kinetically
trapped phase, (C12RhMOP)(bix)12, at 25 and 80 �C (Fig. S3b†).
This indicates that the appearance of the slow mode relies on
a thermal effect.

Fig. 2d shows the variation with time of A and b obtained
from the ts of the ICF of the pregel sample using eqn (1). At the
beginning of the reaction at 80 �C, the low A value reects the
large contribution of the slow mode as discussed above. With
continuous heating the A value increases, which implies that
the fast relaxation mode becomes the dominant factor. We
attribute this change to the closer proximity of the MOPs caused
by polymerization, which hinders the stretched alkyl chains and
therefore quenches the slow mode associated with isolated
MOPs. During this reaction time, the increase in particle size is
only a few nanometers (growth from �5 to �10 nm as shown in
Fig. 2a) and is ascribed to nuclei formation (oligomer forma-
tion) as (C12RhMOP)(bix)12 are linked to each other by the bix
molecules (stage I) during supramolecular polymerization. At t
10836 | Chem. Sci., 2019, 10, 10833–10842
¼ 168 min the value of A begins to decrease as another slow
diffusion mode starts to contribute, caused by the loss of
mobility of the nuclei as they fuse into colloidal particles and
behave as local oscillators (stage II0). As shown in Fig. S4,† the
ICF shows that this slow mode (t ¼ 249 min) is different from
the one at the stage I (t¼ 3 min): the shape of exponential decay
is more stretched at stage II0 compared to the two-step decay
seen at stage I. In addition, the slow relaxation mode, ss, enters
a plateau around 150 ms during stage I and starts to increase in
stage II (Fig. S5,† ss ¼ 526 ms at the end of stage II0 at t ¼ 249
min). Meanwhile, b shows a continuous increase towards unity,
indicating a lower distribution of the relaxation times;35 we
propose that this reects the formation of colloidal particles of
uniform size and hence similar relaxation times (stage I and II0),
as supported by subsequent SEM measurements (see below).
Aer 249 min, the colloidal particles begin to aggregate and
form the premise of the gel network that will be assembled at
the gelation threshold (tg ¼ 270 min). Finally, as the colloids
randomly aggregate, the distribution of relaxation times of the
particles increases, shown by the decrease in b (stage II00).35 This
decrease indicates the wider size distribution of colloidal
aggregates.

From these data, we propose the mechanism shown in
Fig. 2e. First, heating pushes the coordination equilibrium
between MOP and bix towards dissociation, creating a vacant
site to be occupied by a free imidazole moiety of bix attached to
neighboring (C12RhMOP)(bix)12 molecules. As the supramolec-
ular polymerization progresses, the MOPs self-assemble into
small nuclei, which cause the initial slow growth in particle size
shown in Fig. 2a (stage I). Stage II0 occurs when the nuclei fuse
into colloidal particles driving (i) a faster increase in the particle
size, (ii) a decrease in the fraction of the fast diffusion, A,
(Fig. 2d) and (iii) a lower size-distribution of colloidal particles
with reaching their maximum size. Beyond this point, attractive
interactions drive the aggregation of the colloidal particles
(stage II00).38,39 On the surface of the particles many mono-
dentate bixmolecules are immobilized, which helps to keep the
particles within short proximity of each other. The simulta-
neous removal of those bix molecules from the surface induces
the exposure of reaction sites, leading to the linkage of colloidal
particles by the Rh–bix coordination bonds. Finally, the aggre-
gates form a percolating elastic network spanning the liquid
medium, yielding the supramolecular gel (stage III). The 1H
NMR experiments on the digested gels revealed the composi-
tion of the gel to be (C12RhMOP)(bix)9.7, indicating that there
are also monodentate bix incorporated in the gels.
Architecture and mechanical properties of the colloidal gel

The mechanical properties of a gel, such as its viscoelasticity, are
governed by the network architecture,40,41which is in turn dened
by (i) the correlation length x, which reects the evolution of the
density of the network during the reaction time in the solution
phase (Fig. S1†);35,42,43 and (ii) the degree of branching n, which is
determined at the sol–gel transition.44,45 x is obtained from eqn
(1) as it is directly related to the diffusion D through the Stokes–
Einstein equation (see the ESI† for details). The value for x was
This journal is © The Royal Society of Chemistry 2019
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observed to only diverge just before gelation (Fig. S6†). At the
gelation threshold the characteristic correlation length, x*, is
expected to be a measure of the density of the network of the gel
and is estimated to be 113 � 3 nm. Meanwhile, the degree of
branching, n, can be obtained from eqn (2), which reects the
change of the ICF shape from a stretched exponential to a power-
law function at tg due to the transition from sol to gel.46,47

Macroscopic quantities and physical properties characterizing
a system follow a power law behavior when the critical point is
approached in agreement with the prediction of the theory of
critical phenomena.46,48 Indeed, at the gelation threshold the ICF
can no longer be tted by the eqn (1), but instead by the sum of
a single exponential and power-law according to eqn (2):

g(2)(s) � 1 ¼ s1
2{Ae(�s/sf) + (1 � A)(1 + s/s*)(n�1)/2}2 (2)

where s* is the characteristic time where the power-law
behavior begins and the power-law exponent n is related to
Fig. 3 Relationship between the MOP concentrations and the resulting c
and its mechanical strength. Effect of the concentration of MOPs on (a) t
the gels 1a–g obtained from the fitted ICF using a stretched exponential
E00 respectively, for gels prepared with concentration of MOP of 2.40 (1g,
a fixed strain amplitude (1%) within the linear viscoelastic regime. The low
strain and to bemeasured. (c) Effect of theMOP concentration on the sto
the aerogels 2a (0.23 mM) and 2g (2.40 mM). The right part images are ma
and highest magnification are 1 mm and 100 nm, respectively.

This journal is © The Royal Society of Chemistry 2019
the degree of branching.44 Beyond the gelation point, the
appearance of nonergodicity and the decrease in the magnitude
of the uctuations of the scattering elements are reected by the
appearance of small amplitude variations in the ICF, which
makes the tting of the ICF with eqn (2) more difficult (Fig. 2c,
300 min).

To understand how the correlation length and the degree of
branching affect the structure and mechanical properties of our
system, gels with initial C12RhMOP concentrations of 0.23, 0.63,
0.93, 1.37, 1.83, 2.20 and 2.40 mM (1a, 1b, 1c, 1d, 1e, 1f and 1g,
respectively) were prepared. The dynamics of gel formation at
each concentration were followed using TRDLS (Fig. S7–S10†) to
extract x* and n by tting the equations described above.
Increasing the MOP concentration of the gels induces an
increase of the degree of branching and a decrease in the
correlation length. This tendency means that the connectivity
and density of the network of colloidal particles increase with
increasing the concentration of MOPs (Fig. 3a).
olloidal network architectures on the viscoelastic response of the gels
he characteristic correlation length (x*) and degree of branching (n) for
and power-law functions. (b) Storage and loss Young's modulus, E0 and
black) and 0.93 mM (1c, green). The measurements were performed at
er concentration gels 1a and 1b were too weak to sustain the applied

rage Young's modulus (E0) of the gels at 10 rad s�1. (d) FE-SEM images of
gnification of the corresponding white square. The scale bars for lower

Chem. Sci., 2019, 10, 10833–10842 | 10837
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Changes in the gel architecture should affect the viscoelas-
ticity of so matter. To elucidate the mechanical properties of
1a–g, the fully matured gel samples were characterized by
dynamic mechanical analysis using a rheometer with
compression geometry to determine the resistance to elastic
deformation (stiffness). Measurements of the storage and loss
Young's modulus, E0 and E00, respectively, were carried out as
a function of the oscillatory deformation frequency u, at a xed
strain amplitude (1%) within the linear viscoelastic regime. At
10 rad s�1, for a gel concentration of 2.40 mM, E0 and E00 are 11.0
� 103 and 1.9 � 103 Pa, respectively, while at a concentration of
0.93 mM those values are 1.4 � 103 and 0.1 � 103 Pa, respec-
tively (Fig. 3b). These values are similar to those found for so
tissues, cells, gelatine or agarose and PVA gels (0.5–70 � 103 Pa)
but smaller than those found in silicone rubber (500–5000 �
103 Pa) or cartilage (�1 � 106 Pa) and bone (1–10 � 109 Pa).
Over the entire frequency range, these values are essentially
constant and E0 is approximately one order magnitude higher
than E00. The samples are conrmed as behaving as elastic solids
(full data set shown in Fig. S11;† the lower concentration gels 1a
and 1b were too weak to sustain the applied strain and to be
measured).49–51 Fig. 3c shows the evolution of the storage
Young's modulus E0, at u¼ 10 rad s�1, as a function of the MOP
concentration in the gel. As the MOP concentration increases, E0

increases almost exponentially indicating mechanically
stronger gels. The macroscopic behavior of the gels is directly
correlated to the change in the gel architecture.52 Higher
degrees of branching and shorter correlation lengths in the
colloidal network result in the formation of stiffer gels.
Aerogel structure and porosity

The gels of 1a–g were converted to the corresponding aerogel
forms of 2a–g, aer solvent exchange and supercritical CO2

treatment, for eld emission scanning electron microscopy
(FESEM) and gas adsorption measurements. The FESEM images
of the aerogel with the lowest (2a: 0.23 mM) and highest (2g: 2.40
mM) C12RhMOP concentrations (Fig. 3d) show distinct features
corresponding to the observations made from the evolution of
the correlation length and the degree of branching with the
concentration. Indeed, Fig. 3d shows almost linear chains of
colloidal particles forming a light network structure for 2a. In
contrast, the network is denser and built from more highly
interconnected particles in the case of 2g. The statistical analysis
of the size distribution of colloidal particles in the network
revealed that the concentration did not strongly inuence the
size (38.0 � 8.4 nm for 2a and 34.4 � 7.4 nm for 2g), which
correspond to the sizes derived from TRDLS measurements
(Fig. S12†) and imply that the number of particles rather than the
size of the particles increases with concentration.

N2 and CO2 sorption experiments subsequent to activation at
120 �C for 12 h, performed on aerogels of 2a–g at 77 K and 195 K,
respectively, show that the intrinsic porosity of the MOP cages is
still accessible even aer assembly into 3D colloidal networks
(Fig. S13†). In addition, the maximum CO2 uptakes remain
within a similar range of 60–72 cm3 g�1 at P/P0 ¼ 0.95 for all of
the aerogels (Fig. S13a†), higher than the bulk powder of
10838 | Chem. Sci., 2019, 10, 10833–10842
pristine C12RhMOP (46.01 cm3 g�1 as previously reported21).
The fact that there is no signicant change to the sorption
properties among the samples prepared with different MOP
concentrations is attributed to the similar size of colloidal
particles in the network observed by FESEM. However,
increasing the concentration of MOPs causes a slight decrease
in the N2 uptake at P/P0 ¼ 0.95, which is ascribed to the
increased density of the aerogel networks leading to a reduction
in the macroporosity (Fig. S13b†).
Functionally graded porous material

Understanding the correlation between the mechanism of gel
formation and the resulting network structure is fundamental
to then be able to increase complexity at the macroscale by, for
example, creating gradients of properties within the material. It
is known that colloidal gels compact under their own weight
with aging due to gravity, ultimately leading to the collapse of
the structure.53,54 However, it has been shown for depletion gels
that before collapse, gradients can be created by using gravita-
tional stress to compress the gel.55 Given that centrifugation has
been used to create gradients in polyvinylpyrrolidone-coated
silica nanoparticles56 and to tune the compressive yield
response of suspended particles,57 we hypothesized that it could
be used to modify the mechanical properties of colloidal gels
containing MOPs.

From the analysis of the TRDLS measurements, we
concluded that the mechanical properties of the gels are
dictated during stage II00, when the correlation length and
degree of branching are determined. We then supposed it ought
to be possible to increase the complexity of the system over
longer length scales by perturbing this out-of-equilibrium stage.
Thus, we used TRDLS to monitor the evolution of the diffusion
coefficient D of a gelating solution at 80 �C at a concentration of
1.37 mM of C12RhMOP. When the diffusion coefficient reached
a value of 7.82 mm2 s�1, corresponding to the maximum particle
size reached (Fig. S14a†), the sample was centrifuged for 5
minutes at 3500 rpm at room temperature, before further
heating at 80 �C to continue gelation, yielding the gradient gel
3dGG. The gradient gel was sliced into two parts, 3dGG-A and
3dGG-B, the top and bottom parts, respectively, as shown in
Fig. 4a. The rheology measurements of these two parts were
carried out, together with a control experiment, which was not
centrifuged (1d) (Fig. S15†). 3dGG-B has an increased storage
modulus (6.0 � 103 Pa), compared to the control experiment
(2.0 � 103 Pa). In contrast, the top part 3dGG-A presents a lower
storage modulus E0 (1.0 � 103 Pa) as shown in Fig. 4b. The
difference in stiffness between the top and bottom parts
suggests the creation of a gradient of network density in 3dGG.
The FESEM images support this claim as a less dense network of
colloidal particles is observed for the gel formed at the top
compared to the gel formed at the bottom (Fig. 4c). The same
trend was observed for a sample with an initial MOP concen-
tration of 2.40 mM for 3gGG (Fig. S14b† for TRDLS analysis,
Fig. 4b for the rheology experiments and Fig. S16† for the
FESEM images). In order to clarify the importance of the time at
which the centrifugal force is applied, a control experiment was
This journal is © The Royal Society of Chemistry 2019
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Fig. 4 Creation of a gradients of stiffness and porosity within the gel
by applying centrifugal force at the specific moment of colloidal
aggregation. (a) Gelation of the (C12RhMOP)(bix)12 solution (1.37 mM)
prepared by applying centrifugal force during the beginning of stage II00

corresponding to the onset of colloidal aggregation. The sample was
centrifuged for 5 minutes at 3500 rpm at room temperature, and then
heating at 80 �C was continued for gelation to proceed, yielding the
gradient gel 3dGG. The sample was cut into two equal parts for further
dynamic mechanical analysis. The same gelation procedure was per-
formedwithout centrifugation, which serve as control experiment (1d).
(b) Histogram of the storage modulus E0 at 10 rad s�1 of the bottom
(3gGG-B, black and 3dGG-B, black stripes) and top part (3gGG-B, blue
and 3dGG-B, blue stripes) of 2.40 and 1.37 mM MOP-based gel
prepared using centrifugation method to create a concentration
gradient. For comparison the same gel was prepared without applying
centrifugation as reference (red). (c) FE-SEM images of the top (3dGG-
A) and bottom part (3dGG-B) of 3dGG (1.37 mM) MOP-based aerogels
prepared using centrifugation method. The scale bars for lower and
highest magnification are 1 mm and 100 nm, respectively.

This journal is © The Royal Society of Chemistry 2019
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performed on a 1.37 mM (C12RhMOP)(bix)12 solution following
a similar protocol as described above. The only difference is that
the sample was centrifuged in the early stage of the supramo-
lecular polymerization reaction (stage I, t ¼ 60 min), when
colloidal particles have not yet formed. The FESEM images of
the top (3negGG-A) and bottom (3negGG-B) part of the aerogel
samples show no difference in their network structures
(Fig. S17†). In addition, a partial sedimentation of the sample
occurred during the centrifugation step. The FESEM images
show a dense material with no specic network structure
(Fig. S18†), which highlights the importance of understanding
the mechanism of hierarchical self-assembling processes as
a rst step towards functionally graded so materials.

Conclusions

In this work, we have shown that the use of TRDLS gives us
a better understanding of the mechanism underlying the
assembly of colloidal gels formed from porous building blocks, in
this case MOPs. TRDLS measurements can be used to determine
features of the network and its formation, such as the correlation
length between the particles, the degree of branching, and the
duration of the distinct stages of polymerization. These analyses
show the initial formation of nuclei from the linking of a few
MOPs during stage I, which further fuse into colloidal particles
with approximately the size of 35 nm during the stage II0. The
duration of stage I and II0 depend on the concentration of MOPs
because the supramolecular polymerization reaction is the main
kinetic factor directing the formation of colloidal particles. On the
other hand, the duration of stage II00, which corresponds to the
time necessary for the colloidal particles to aggregate before
reaching the gelation point, is almost constant for all of the
samples with different concentrations. However, stage II00 affects
the architecture of the colloidal network. A higher concentration
of MOPs in the gel leads to an increase in the density and the
degree of branching of colloidal backbone. This last stage is
critical for the determination of the macroscopic behavior of the
gel system such as the mechanical strength as demonstrated by
the increase of stiffness with concentration. From this under-
standing, we demonstrated the fabrication of functionally graded
porous gels using centrifugation during stage II00. The gradual
change of viscoelasticity in the resulting gels, determined by
rheology experiments, is explained by the density gradient of
colloidal networks formed with the gravitational stress applied
during centrifugation. Such functionally graded materials, which
possess a property gradient within a material, in particular,
asymmetric conguration of porosities, could lead to the emer-
gence of advanced materials functions such as separation, catal-
ysis and energy storage, which can be related to the controlled
transport of molecules/ions as seen in biomimetic systems.58–60

Experimental
Materials

All chemical reagents and solvents were purchased (Wako, Japan)
and used without further purication. The detailed protocols for
ligand and crosslinker synthesis can be found elsewhere.21
Chem. Sci., 2019, 10, 10833–10842 | 10839
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Gels characterization

The rheological measurements of the gels were made using
a stress-controlled AR-G2 (TA Instruments, New Castle, DE,
USA) rheometer. The measurements were conducted with a 1%
strain amplitude that was well inside the linear regime. Gela-
tion was performed in a syringe during the night before rheo-
logical measurement in order to minimize solvent evaporation.
Aer the reaction, the gel was removed from the syringe and
viscoelastic properties directly measured.

The hydrodynamic diameter (RH), collective diffusion (D),
time-averaged autocorrelation function (ICF) and scattering
intensity (IT) were measured using time-resolved dynamic light
scattering (TRDLS) performed on a Zetasizer Nano ZS instru-
ment (Malvern Instruments, Malvern, UK). The light source was
a HeNe laser working at l ¼ 633 nm. The observations were
made at the backscattering angle q ¼ 173�. The time depen-
dence of RH, D, IT and ICF, during gelation process of solution
1a, 1b, 1c, 1d, 1e, 1f, 1g was evaluated at 80� 0.5 �C for 360min.
Every 3 min, the data of 10 independent measurements over
12 s were averaged. Note that the data thus obtained represent
time-averaged characteristics where only one position of the
sample is probed. Aer gelation, the system becomes non-
ergodic and the ICF becomes dependent upon the sample
position. However, when using long enough data collection
time, a relative spatial homogeneity just aer the gelation
threshold can be assumed by considering the heterogeneities to
be partially frozen-in and having still some mobility.33
Aerogels characterization

N2 and CO2 gas sorption isotherms of the aerogels 2a–g were
recorded on a BELSORP-mini volumetric adsorption instrument
from BEL Japan Inc. at 77 K and 195 K respectively. Prior to gas
sorption measurement, the samples were activated at 120 �C for
12 h. Specic surface areas were determined using the Bru-
nauer, Emmett, and Teller (BET) method applied on a linear
portion of the N2 adsorption isotherm below P/P0¼ 0.3, with R >
0.999 and C > 0.61

Aerogel samples were observed using a eld-emission scan-
ning electron microscope (FE-SEM) with a JEOL Model JSM-
7001F4 system operating at 10 kV and 5 mA current. 1H-NMR
spectra were recorded on a Bruker Biospin DRX-600 (600
MHz) spectrometer. For 1H-NMR analysis, 5–10 mg of aerogel
samples were digested in amixture of DMSO-d6 (750 ml) and DCl
(50 ml). The mixture was heated at 100 �C overnight to obtain
a yellow solution.
Synthesis of C12RhMOP

The cuboctahedral MOP cage was synthesized as reported
previously.21,62
Synthesis of the kinetically trapped phase, (C12RhMOP)(bix)12

The metastable state of the MOP was synthesized by solubi-
lizing C12RhMOP in 1.5 mL of DMF at 80 �C. The solution was
added to 12 mol. eq. of 1,4-bis(imidazole-1-ylmethyl)benzene
(bix) in 1.5 mL at 80 �C followed by a rapid cooling to room
10840 | Chem. Sci., 2019, 10, 10833–10842
temperature which formed isolated MOP molecules with the
composition of (C12RhMOP)(bix)12. Seven solutions with
different MOP concentration were prepared ((C12-
RhMOP)(bix)12: 0.23/0.67/0.93/1.37/1.83/2.20/2.40 mM).
Synthesis of supramolecular colloidal gel (1)

The gel was formed by putting 3 mL of the kinetically trapped
phase, (C12RhMOP)(bix)12, into a plastic syringe from which the
top part was cut in order to remove easily the gel for rheology
measurement. The solution was kept in the oven at 80 �C for
12 h to give 1, a supramolecular colloidal gel. Seven gels were
prepared using one of the solutions with a MOP “gelator”
concentration of 0.23, 0.67, 0.93, 1.37, 1.83, 2.20 and 2.40 mM to
give 1a, 1b, 1c, 1d, 1e, 1f and 1g respectively.
Aerogel preparation (2)

The gel samples were exchanged with fresh acetone for 3 days.
The supercritical CO2 drying process of the gels, to form the
aerogels, was carried out on a SCLEAD-2BD autoclave (KISCO)
using super-critical CO2 at 14 MPa and 50 �C to give 2a, 2b, 2c,
2d, 2e, 2f and 2g.
Gradient gel preparation (3)

TRDLS was used to monitor the evolution of the diffusion
coefficient D of a gelating solution at 80 �C at a concentration of
1.37 mM and 2.40 mM of (C12RhMOP)(bix)12. When the diffu-
sion coefficient reached a value of 7.8 mm2 s�1, corresponding to
the maximum particle size reached, the sample was centrifuged
for 5 minutes at 3500 rpm at room temperature, and then
heating at 80 �C was continued for gelation to proceed, yielding
the gradient gel 3dGG and 3gGG, respectively.
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