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Design of coordination polymers based on
combinations of 1,2-diphenylethane-1,2-diyl
diisonicotinate with CuĲII), ZnĲII), CdĲII) and CoĲII)†

Sofia Zazouli,a Nathalie Gruber, b Véronique Bulach, *b

Sylvie Ferlay *b and Abdelaziz Jouaiti *b

Five new supramolecular coordination polymers (L-CuĲacac)2, L-CuĲhfac)2, L-ZnCl2, L-CdI2 and L-CoCl2)

based on the use of the flexible organic ligand L (1,2-diphenylethane-1,2-diyl diisonicotinate) combined

with CuĲacac)2, CuĲhfac)2, ZnCl2, CdI2 or CoCl2 metallaligands, were synthesized and structurally

characterized by single-crystal X-ray diffraction. They represent the first reported coordination polymers

based on this ligand presenting ester junctions. X-ray diffraction analysis revealed the structure and the

dimensionality of these coordination polymers as well as their packing in the crystal that depends on the

conformation adopted by the ligand L and the nature of the used metallic salts.

Introduction

During the past two decades, there has been a huge number
of reports in the field of Coordination Polymers (CPs).1–5 The
building of CPs involves supramolecular architectures based
on the self-assembly of organic ligands and metal ions linked
by coordination bonds, with specific directionality. Different
dimensionalities have been described for these molecular
networks, from one-dimensional simple chains, to more
sophisticated architectures, and up to three-dimensional
networks, showing a strong dependency on the choice of the
metal ions, ligand, anions, and solvents used for the
formation of CPs in the solid state.6–10 The incorporation of
functional properties at the level of the metal centers or in
the backbone of the organic linkers has allowed the
development of different applications in the field of catalysis,
gas storage, luminescence, and sensing, among others.11–17

The development of the crystal engineering strategy in this
field has enabled the possibility to obtain and elucidate a
multitude of crystalline structures presenting different
topologies.18–21 To achieve some predictability of the
molecular structures, a certain degree of structural rigidity
for the used molecular building blocks is required. Unlike
rigid organic ligands, which display no free rotation around
the chemical bonds that could orient the coordinating

groups,22–24 flexible ligands behave as multi directional,
which allows them to propose different conformations
leading to different coordination orientations, when
combined with a metal cation. This type of ligands may
produce a large variety of structures in the solid state,
because of their ability to bend or turn around bonds and
orient themselves differently towards metals during the
crystallization process in solution.25–27

A large variety of flexible ligands are available, and, for
example, the neutral ligand ethanediyl bisĲisonicotinate), has
been used for the formation of coordination polymers of
various dimentionalities.28–33 Due to its flexible nature, this
ligand displays several coordination possibilities by forming
thus metallamacrocycles28–31 and CPs,32,33 when combined
with a metallic salt. Depending on the experimental
conditions, this flexible ligand adopts an anti or syn
conformation in the crystalline state. Another example of
ligand belonging to this family is 1,2-diphenylethane-1,2-diyl
diisonicotinate, with ester junctions, (L, Scheme 1), for which
only its crystalline structure in the solid state has been
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Scheme 1 Two possible conformations for 1,2-diphenylethane-1,2-
diyl diisonicotinate (L).
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reported.34 L is a synthetic ditopic ligand composed of two
phenyl and two pyridine moieties, that, to the best of our
knowledge, has never been described in a coordination
polymer. This ditopic ligand possesses a free rotation around
the ethylene bond, which could enable different orientations
of the pyridine coordinating entities. This allows to generate
a large variety of polymeric structures with different
dimensionalities by combining L with metal cations. For this
ligand, two limit conformations could be observed in
solution: the anti-anti-anti and syn-syn-syn (Scheme 1).

The analog of L, N,N′-(1,2-diphenylethane-1,2-diyl)-
diisonicotinamide, a ligand involving amide junctions
(instead of esters for L) has been investigated by Sadegh et al.
a decade ago,35 and two molecular isostructural coordination
polymers based on HgĲII) were reported. In these polymeric
compounds, the ligand adopts an anti-anti-anti conformation,
with the participation of the pyridine as well as the carbonyl
groups in the coordination with the HgĲII) cations.

Herein, we report the preparation procedure and
characterization of L and the structures of the obtained
coordination polymers when L is combined with CuĲacac)2,
CuĲhfac)2, ZnCl2, CdI2 or CoCl2 salts. We focused on the use
of divalent metal ions presenting different coordination
geometries (mainly octahedral and tetrahedral), that could
also be influenced by the nature of the counter anion. Thus,
the metal complexes CuĲacac)2 and CuĲhfac)2 act as a linear
connectors, while ZnCl2 and CdI2 adopt a V-shape and CoCl2
behaves as a square shaped assembling node. Five new
supramolecular coordination polymers based on the
combination of L with CuĲacac)2, CuĲhfac)2, ZnCl2, CdI2 or
CoCl2 salts are here reported and their structures have been
discussed.

Results and discussion
Synthesis of L

The synthesis of L was achieved at room temperature upon
treatment of meso-1,2-diphenyl-1,2-ethanediol with
commercially available isonicotinoyl chloride, as its
hydrochloride salt in dry THF, and in the presence of Et3N. L
is obtained in 77% yield and has been characterized by 1H
and 13C NMR in solution together with elemental analysis
(see Experimental part).

Formation of CPs

The corresponding CPs were synthesized under mild reaction
conditions. A solution of CuĲacac)2, CuĲhfac)2, ZnCl2, CdI2 or
CoCl2 in EtOH was carefully layered on a solution of L in
CHCl3. After three days, crystals of L-CuĲacac)2, L-CuĲhfac)2, L-
ZnCl2, L-CdI2 and L-CoCl2, single-crystal suitable for X-ray
diffraction analysis were collected (see Experimental part).
For all the described compounds, the bond lengths values
found in L are in accordance with those previously reported34

and are not discussed here below.

Structural description for 1D CPs L-CuĲacac)2 and L-CuĲhfac)2

Combination of CuĲacac)2 or CuĲhfac)2 with L leads in both
cases, to bluish-green crystalline materials after a few days.
As expected, combinations of L with two different CuĲII)
metallaligand, CuĲacac)2 (or CuĲhfac)2), behaving both as two-
connected linear connector, leads to similar neutral 1D
coordination polymers (L-CuĲacac)2 and L-CuĲhfac)2), as
revealed by the X-ray diffraction study on single crystals. L-
CuĲacac)2 and L-CuĲhfac)2 result from the bridging of
consecutive ligands L by CuĲacac)2 (or CuĲhfac)2) complexes,
respectively. Both isomorphous coordination polymers
crystallize in the monoclinic P21/n space group (see the
crystallographic data in Table 1) and their asymmetric unit is
composed of one ligand L, one Cu2+ cations and two acac−

(or hfac−) anions. For L-CuĲhfac)2, disorder has been found
for the F atoms present in hfac− anion. It should be noted,
that in both coordination polymers, there are no solvent
molecules in the lattice.

The copperĲII) metal center displays distorted octahedral
coordination geometry. The four equatorial positions are
occupied by four oxygen atoms (from the two acac− or hfac−

anions) and two nitrogen atoms from pyridine moieties,
occupied the two axial positions, as shown in Fig. 1. As
shown in Table 2, the Cu–O or Cu–N bond lengths values are
usual for CuĲII) cations ranging from 1.93 to 2.48 Å in L-
CuĲacac)2 and from 1.99 to 2.26 Å in L-CuĲhfac)2 (Table 2).

The pyridine and the phenyl units of the ligand in both
CPs adopt an anti orientation, as already observed for the
ligand alone in the solid state,34 and are roughly
perpendicular to each other.

In the crystal, the chains are running along the a axis for
L-CuĲacac)2 and [011] axis for L-CuĲhfac)2. In both
compounds, the chains are stacked parallelly along the b axis
(Fig. 1). For L-CuĲacac)2, the packing of the chains in the
crystal reveals the formation of 3D supramolecular motifs:
upon π–π stacking and van der Waals offset interactions
between pyridine/CO groups (same plan, distances: 3.0/3.2
Å) and phenyl/CH3 (on the consecutive plan, distances ca. 3.7
Å), respectively.

For L-CuĲhfac)2, upon CH–π stacking and hydrogen offset
interactions between phenyl/phenyl groups (same plan,
distances: 3.6 Å) and anion π interactions between phenyl
rings and halogen (phenyl/CF3, on the consecutive plan,
distances of ca. 3.8 Å), respectively (Fig. 2).

The distance of neighboring copper atoms bridged by one
L ligand through the pyridine group are about 18.25 and
17.23 Å in L-CuĲacac)2 and L-CuĲhfac)2, respectively.

The behavior of the corresponding microcrystalline
powder has been tested, and XRPD measurements have been
performed (Fig. 3). For L-CuĲacac)2, the air-dried powdered
samples present the same crystalline phase as calculated
from XRD on single crystal data, whereas the XRPD diagram
of L-CuĲhfac)2 displays the pattern of the phase revealed by
XRD on single crystal together with other(s) phase(s).
Attempts to separate these phases did not succeed and
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probably result from a partial decomposition of L-CuĲhfac)2
when exposed to the air.

Structural description of 1D CP L-ZnCl2

Using the already described conditions, colorless crystalline
materials were obtained after few days when combining L
with ZnCl2. L-ZnCl2 crystallizes in the monoclinic C2/c space
group (see the crystallographic data in Table 1) and its
asymmetric unit is composed of one L, one Zn2+ cations, two
Cl− anions and one disordered CHCl3 solvent molecule. ZnĲII)
center adopts a distorted tetrahedral coordination geometry
with a N2Cl2 environment and behaves as a two-connecting
V-type node since two of its four coordination sites are
occupied by two Cl− anions with dZn–Cl = 2.2134(8) Å and Cl–
Zn–Cl angle of (123.44Ĳ5)°). The two other positions are
occupied by pyridine moieties with dZn–N = 2.085(2) Å and
angle of N–Zn–N of 94.06Ĳ13)° (see Table 2 and also Fig. 4).

As expected from the design of the ligand L and the choice
of ZnCl2, the coordination polymer L-ZnCl2 displays a 1D

dimensionality (chain running along the [101] axis) and zig-
zag chains are formed, resulting from the connection
through coordination bonds between L adopting a linear
connectivity and V shaped ZnCl2 metallaligands, as shown in
Fig. 4.

As in the case of L-CuĲacac)2 and L-CuĲhfac)2, in L-ZnCl2
the ligand adopts an anti orientation, and the pyridine and
the phenyl units are perpendicular to each other.

The 1D chains are parallelly stacked along the a and b
axis, as shown in Fig. 4.

Supramolecular interactions occur for L-ZnCl2, leading to
a 3D network thanks to two different π–π stacking
interactions: on one hand, between pyridine rings and a
carbonyl groups CO, with distances of ca. 3.5 Å (on
consecutive plan), respectively and on the other hand,
between the phenyl groups (on the same plan), with
distances of ca. 3.7 Å. The disordered CHCl3 molecules are
located between the chains and do not present any specific
interaction with the network.

XRPD measurements revealed the loss of the crystallinity
when the powdered sample is air-dried, accounting for the
poor stability of L-ZnCl2 upon desolvation.

Structural description of 1D CP L-CdI2

Using the already described conditions, crystalline materials
were obtained after a few days when combining L with CdI2.
The single-crystal X-ray diffraction study reveals that the
compound crystallizes in the monoclinic P21/n space group
(see the crystallographic data in Table 1) and its asymmetric
unit is composed of one ligand L, one Cd2+ cation, two I−

anions and one disordered CHCl3 solvent molecule.
A single-stranded helicoidal assembly if formed through

the recognition of L with V shaped CdI2 units. The CdĲII) ions,
showing a distorted tetrahedral geometry, as shown in Fig. 5,
are coordinated to (i) two N atoms from two consecutive L
with Cd–N distances of 2.302(5) and 2.298(5) Å and N–Cd–N

Table 1 Crystallographic parameters for L-CuĲacac)2, L-CuĲhfac)2, L-ZnCl2, L-CdI2 and L-CoCl2 recorded at 100 K

L-CuĲacac)2 L-CuĲhfac)2 L-ZnCl2 L-CdI2 L-CoCl2

Compound formula C36H34CuN2O8 C36H22CuF12N2O8 C27H21Cl5N2O4Zn C53H41Cd2Cl3I4N4O8 C111H87Cl25Co2N8O16

Crystal class Monoclinic Monoclinic Monoclinic Monoclinic Monoclinic
λ, Å 0.71073 0.71073 0.71073 0.71073 0.71073
Space group P21/n P21/n C2/c P21/n C2/c
Z 2 2 4 2 4
Cell parameters a = 17.1498(9) Å a = 13.7973(8) Å a = 13.444(3) Å a = 15.0994Ĳ15) Å a = 23.5780(7) Å

b = 6.2278(4) Å b = 9.4225(6) Å b = 11.996(2) Å b = 7.2763(6) Å b = 25.6210(8) Å
c = 17.3103(9) Å c = 14.4229(8) Å c = 19.179(4) Å c = 26.937(3) Å c = 20.7280(8) Å
α = 90° α = 90° α = 90° α = 90° α = 90°
β = 118.78° β = 97.481Ĳ2)° β = 103.80Ĳ3)° β = 100.190Ĳ2)° β = 103.3780Ĳ13)°
γ = 90° γ = 90° γ = 90° γ = 90° γ = 90°

V, Å3 1620.35Ĳ16) 1859.09Ĳ19) 3003.8(11) 2912.8(5) 12181.8(7)
ρcalc g cm−3 1.406 1.612 1.504 1.939 1.523
Refl. meas. 13 844 18 795 21 140 16 581 30 835
Refl. [I > 2σ(I)] 3059 5221 3551 6709 7914
R1/wR2 0.0614/0.1515 0.0644/0.1696 0.0511/0.1469 0.0499/0.1152 0.0990/0.2730
R1/wR2 (all refl.) 0.0764/0.1624 0.0961/0.1919 0.0643/0.1553 0.0834/0.1310 0.1911/0.3232
Goodness-of-fit 1.055 1.053 1.041 1.022 1.009

Fig. 1 Portion of the X-ray structure for L-CuĲacac)2 (top left) and L-
CuĲhfac)2 (bottom left) showing the formation of the 1D neutral and
linear coordination network resulting from the bridging of consecutive
ligand L by CuĲacac)2 (or CuĲhfac)2) and environment around the Cu2+

cations. H atoms are not presented for clarity.

CrystEngCommPaper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
ok

to
be

r 
20

22
. D

ow
nl

oa
de

d 
on

 0
1.

03
.2

02
6 

21
.3

0.
29

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2ce01001a


CrystEngComm, 2022, 24, 7632–7639 | 7635This journal is © The Royal Society of Chemistry 2022

angle of 95.77Ĳ17)° and (ii) two iodide anions, with Cd–I bond
lengths close to 2.7 Å and I–Cd–I angle of 129.6°
(see Table 2).

Unlike in L-CuĲacac)2, L-CuĲhfac)2 and L-ZnCl2, L adopts a
syn-syn-syn conformation, and the pyridine groups are almost
parallel (dihedral angle 18.85°) and convergently oriented
towards the concave face of the backbone. The two pyridine
units are in anti positions of the phenyl units while the
dihedral angle between the two phenyl rings is 45.74°, as
shown Fig. 5.

As shown in Fig. 5, the helicoidal chains are running
along the b axis.

The distance between two consecutive Cd2+ cations is ca
8.2 Å. The fragment that determines the pitch (7.3 Å) of the
helix is composed of two CdI2 and two ligands L. The system
is achiral, since both (50/50) types of helices (M and P) are
present in the crystal.

The packing of the chains in the xOz plane is shown in
Fig. 6. The disordered CHCl3 molecules are located between
the chains with no specific interaction with the network.

XRPD measurements revealed the loss of the crystallinity
when the powdered sample is air-dried and desolvated,
accounting for the poor stability of L-CdI2 in air.

Structural description for cobalt 2D CP L-CoCl2

Using the already described conditions, crystalline materials
were obtained after a few days when combining L with CoCl2.
The X-ray diffraction on single crystal study reveals that L-
CoCl2 is crystallizing in the monoclinic C2/c space group (see
the crystallographic data in Table 1) and its asymmetric unit
is composed of four ligands L, two Co2+ cations, four Cl−

anions and seven CHCl3 solvent molecules. The obtained
coordination pattern results from the recognition of CoCl2
units by L through the formation of coordination bonds. A
2D grid-type neutral architecture is formed by the connection
of four ligands L by CoCl2 complexes behaving as
4-connected nodes (Fig. 7). The CoĲII) centers, adopting a

Table 2 Selected bond lengths (Å) around the MĲII) ions for L-CuĲacac)2, L-CuĲhfac)2, L-ZnCl2, L-CdI2 and L-CoCl2

L-CuĲacac)2 L-CuĲhfac)2 L-ZnCl2 L-CdI2 L-CoCl2

Cu–O4 1.933(2) Cu–O4 1.9987(18) Zn–N1 2.085(2) Cd–N1 2.298(5) Co2–N3 2.175(4)
Cu–O3 1.970(2) Cu–N1 2.0212(19) Zn–Cl1 2.2134(8) Cd–N2 2.302(5) Co1–N1 2.201(4)
Cu–N1 2.489(3) Cu–O3 2.260(2) Cd–I2 2.6728(6) Co1–N2 2.210(4)

Cd–I3 2.7195(7) Co2–N4 2.260(4)
Co1–Cl1 2.4175(14)
Co2–Cl2 2.4421(14)

Fig. 2 Portion of the X-ray structure of L-CuĲacac)2 (a) and L-
CuĲhfac)2 (b) showing the packing of consecutive chains in the zOx
plane.

Fig. 3 For L-CuĲacac)2 (bottom) and L-CuĲhfac)2 (top), XRPD diagrams
of the air-dried compounds, compared with the simulated phases
obtained for L-CuĲacac)2 and L-CuĲhfac)2 from X-ray diffraction data.
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distorted octahedral geometry, are linked to four N from four
different ligands, occupying the apices of the square base of
the octahedron through N–Co coordination bonds (dCo–N:
2.201Ĳ4)–2.210Ĳ4) Å, see Table 2 and Fig. 7). The two Cl−

anions are occupying the apical positions with dCo–Cl
distances close to 2.4 Å.

Within the 2D network, the two phenyl moieties of the
ligand are nearly parallel (dihedral angle 3.2°) while the
dihedral angle of the two pyridines is 73.1°.

As shown in Fig. 8, the grids are stacked parallelly along
the c axis. But they do not superimpose and a network
composed of four different grids is thus forming a dense
network, without any porosity.

Within the 2D sheet, the consecutive Co2+ cations are
distant of ca. 17.40 Å.

Consecutive 2D-grids are parallel but shifted (Fig. 8b) with
no specific interactions between grids. The distance between
consecutive layers, with respect to the mean planes formed
by the 4 connected CoĲII) centers, is ca. 5 Å.

The CHCl3 molecules are located between the layers and
interact with one apical Cl− anion (3.55 Å) and H atoms of
either on adjacent Py or phenyl moieties (dCHCl3⋯Py = 3.4 Å or
dCHCl3⋯Ph = 3.2 Å).

The XRPD measurements also revealed the loss of the
crystallinity when the powdered sample is air-dried
desolvated, accounting for the poor stability of L-CoCl2 in air.

Fig. 4 For L-ZnCl2, portions of the X-ray structure showing a) the
formation of the 1D zig-zag type coordination polymer, b)
environment around the Zn2+ cations and c) packing of consecutive
networks in the xOz plane. Disordered chloroform solvent molecules
are represented in purple. H atoms are not represented for clarity.

Fig. 5 For L-CdI2 a), portion of the X-ray structure of L-CdI2 b)
environment around the Cd2+ cations c) the 1D helicoidal coordination
polymer, projection in the xOz plane, and d) schematic representation
of the helical 1D structure. H atoms and chloroform solvent molecules
are not represented for clarity.

Fig. 6 Portion of the X-ray structure of L-CdI2 showing the packing of
consecutive 1D zig-zag type networks in the xOz plane. H atoms are
not represented for clarity.

Fig. 7 Portions of the X-ray structure of L-CoCl2 showing the
formation of grids between the connection of L with CoCl2
metallaligands (a) and environment around the Co2+ cations (b). H
atoms and chloroform solvent are not represented for clarity.

CrystEngCommPaper

O
pe

n 
A

cc
es

s 
A

rt
ic

le
. P

ub
lis

he
d 

on
 0

7 
ok

to
be

r 
20

22
. D

ow
nl

oa
de

d 
on

 0
1.

03
.2

02
6 

21
.3

0.
29

. 
 T

hi
s 

ar
tic

le
 is

 li
ce

ns
ed

 u
nd

er
 a

 C
re

at
iv

e 
C

om
m

on
s 

A
ttr

ib
ut

io
n-

N
on

C
om

m
er

ci
al

 3
.0

 U
np

or
te

d 
L

ic
en

ce
.

View Article Online

http://creativecommons.org/licenses/by-nc/3.0/
http://creativecommons.org/licenses/by-nc/3.0/
https://doi.org/10.1039/d2ce01001a


CrystEngComm, 2022, 24, 7632–7639 | 7637This journal is © The Royal Society of Chemistry 2022

Discussion

As revealed by the above shown results, the flexibility of the used
ligand L, combined with rigid metallaligands CuIIĲacac)2,
CuIIĲhfac)2, Zn

IICl2, Cd
III2 or Co

IICl2, leads to a large diversity of
coordination polymers. This illustrates the powerful approach of
using flexible ligands to obtain CPs of targeted dimensionalities
(from 1D to 2D) and also various geometries (for 1D CP: linear,
zig-zag or helicoidal chains), as shown in Table 3.

We have shown that L can adopt two conformations
depending on the used metal connector: syn-syn-syn and
anti-anti-anti. In the first case, the two pyridine units adopt a

completely opposite direction (180°). This conformation has
been observed for L-ZnCl2, L-CuĲacac)2, L-CuĲhfac)2 and L-
CoCl2. Regarding the second conformation, even if it is
energetically less favorable than the previous one it has been
observed in the case of L-CdI2. In this case, the two pyridines
adopted a convergently oriented towards the concave face of
the backbone (18.85°).

Experimental
Synthesis

All reagents were purchased from commercial sources and
used without further purification.

Synthesis of 1,2-diphenylethane-1,2-diyl diisonicotinate (L)

A solution (40 ml) of meso-1,2-diphenyl-1,2-ethanediol (0.5 g,
2.3 mmol) in dry THF, isonicotinoyl chloride, hydrochloride
(1 g, 5.6 mmol, 2.5 equiv) were placed into a vial and stirred
at room temperature. After 15 min, Et3N (4 ml) was added to
the solution, and the stirring was further continued under
reflux overnight.

After evaporation to dryness, the saturated aqueous
solution of Na2CO3 (40 ml) was added to the residue then the
mixture was extracted with CH2Cl2 (3 × 30 ml). The organic
layer was dried (MgSO4), and the solvent was removed. The
remaining solid was purified by column chromatography
(SiO2, eluent CH2Cl2 then CH2Cl2/MeOH 1% then 2%) to yield
a white solid (0.75 g, 77% yield).

1H-NMR (500 MHz, CDCl3, 25 °C) δ (ppm): 8.75 (d, 4H, J =
9 Hz), 7.75 (d, 4H, J = 9 Hz), 7.29 (m, 6H), 7.24 (m, 4H), 6.45
(s, 2H); 13C-NMR (125 MHz, CDCl3, 25 °C) δ (ppm): 163.8,
150.8, 136.8, 134.9, 129.0, 128.4, 127.4, 122.8. Elem. anal.
calc. for C26H20N2O4: C, 73.57%; H, 4.75%; N, 6.60%; found:
C, 73.65%; H, 4.85%; N, 6.55%.

Crystallization conditions for CPs

In a crystallization tube (height = 12 cm, diameter = 0.4 cm),
at room temperature upon slow diffusion of a EtOH (3 ml)

Fig. 8 For L-CoCl2, schematic representation of the packing showing
a) the parallel 2D grids in the yOz plane and b) the superposition of the
grids along the c axis, leading to a network presenting no porosity.

Table 3 Geometrical features of the CPs L-CuĲacac)2, L-CuĲhfac)2, L-ZnCl2, L-CdI2 and L-CoCl2

L-CuĲacac)2 L-CuĲhfac)2 L-ZnCl2 L-CdI2 L-CoCl2

Conformation

anti-anti-anti anti-anti-anti anti-anti-anti syn-syn-syn
anti-anti-anti

Dimensionality and geometry of obtained CP 1D-linear 1D-linear 1D-zig-zag 1D-helicoidal 2D-grid
Schematic representation
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solution of metal salt (4 mg) into a CHCl3 solution (1.5 ml) of
L (3 mg), crystals were obtained after ca. 24–48 h.

To characterize the bulk material, EA were performed on
all crystals. However, except, for L-CuĲacac)2 and L-CuĲhfac)2,
since all other crystalline materials studied contain solvent
molecules, the data obtained for L-ZnCl2, L-CdI2 and L-CoCl2
were erratic and not reproducible.

L-CuĲacac)2. Elem. anal. calc. for CnHnNnOnCun: C,
63.01%; H, 4.99%; N, 4.08%; found: C, 62.43%; H, 5.05%;
N, 3.90%.

L-CuĲhfac)2. Elem. anal. calc. for CnHnNnOnFnCun: C,
47.93%; H, 2.46%; N, 3.11%; found: C, 48.70%; H, 2.56%; N,
3.02%.

Materials
1H-NMR and 13C-NMR spectra were recorded at room
temperature on Bruker (400 or 500 MHz) NMR spectrometers
by the shared NMR Service of the Faculty of Chemistry of
Strasbourg University.

Elemental analyses were performed by the Service de
Microanalyses de la Fédération de Recherche Chimie,
Université de Strasbourg, Strasbourg, France.

Crystal X-ray data collection

Data were collected at 173(2) K on a Bruker SMART CCD
Diffractometer equipped with an Oxford Cryosystem liquid
N2 device, using graphite-monochromated Mo Kα (λ =
0.71073 Å) radiation. For all structures, diffraction data were
corrected for absorption and structural determination was
achieved using the APEX (1.022) package. All hydrogen atoms
have been calculated except those connected to disordered
atoms.

CCDC reference numbers 2189978 (L-CoCl2), 2189979 (L-
ZnCl2), 2189980 (L-CuĲacac)2), 2189981 (L-CuĲhfac)2) and
2189982 (L-CdI2).

XRPD measurements

Powder diffraction studies (PXRD) diagrams for air-dried
powdered samples were collected on polycrystalline powder
at the room temperature (293(2) K), on a Bruker D8
diffractometer using monochromatic Cu-Kα radiation with a
scanning range between 2° and 40° at a scan step size of 2°
min−1 and sample holder rotation at 15 rpm.

Conclusions

The synthesis of a new flexible bis pyridine containing ligand
L (1,2-diphenylethane-1,2-diyl diisonicotinate) based on the
1,2-diphenylethane skeleton was achieved in 77% yield.
Combinations of this new ligand, behaving as a bis-
monodentate flexible ligand with CuĲacac)2, CuĲhfac)2, ZnCl2,
CdI2 or, CoCl2, leads to a large diversity of coordination
polymers. The used metallaligands are behaving as a two-
connecting linear (CuĲacac)2, CuĲhfac)2) or V-shape (ZnCl2,
CdI2) nodes, leading to the formation of a 1D molecular

coordination wire while, CoCl2 is offering four free
connecting sites, leading to a 2D grid-type. In addition, the
flexibility of the ligands allows to adopt different
conformation, here illustrated by anti-anti-anti or syn-syn-syn
It should be noted that the design principle allows us to
predict only the connectivity pattern and geometry of the 1D
or 2D networks but not their packing that leads to crystal
formation due to the ligand flexibility.
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