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1. Introduction

A biphase coupled cathode enables all-organic
rocking-chair lithium ion batteries based on
crystalline AB-stacked covalent triazine-based
frameworksf

Xiaorong Yan,® Guoqing Zhao,® Chuanguang Wu,? Yujie Dai,” Jiakui Xiong,?

Xinyu Wang,® Haiping Yu,® Zhihui Wang,? Rui Li,® Jingru Liu,® Mingjun Hu
Jun Yang*®©

*3 and

Organic compounds can solve many problems that lithium ion batteries currently face, such as the unsus-
tainability and limited capacity of inorganic electrodes, due to their abundance, renewability and designa-
bility. As a kind of electroactive porous polymer, covalent triazine-based frameworks (CTFs) have shown
good potential in energy storage. However, their synthesis usually requires high reaction temperature and
a long reaction time or employs toxic organic reagents, resulting in uncontrollable structures, high syn-
thesis cost and negative environmental impact. Herein, an AlClz—NaCl-KCl ternary molten salt system
with a low eutectic point (~93 °C) was used for the first time for the synthesis of CTFs, and products with
good crystallinity and an AB stacking structure were prepared even at 180 °C, the lowest temperature
reported for the synthesis of CTFs in molten salt. Electrochemical tests further indicated that AB-stacked
CTFs exhibited better electrochemical performance than the AA-stacked one and could behave as both
the cathode and anode of Li-ion batteries. As a consequence, a rocking-chair full cell composed of the
CTFs@LizPO,4 cathode and a CTF-based anode had been assembled with an initial discharge specific
capacity of 101.2 mA h g‘1 at 0.2 A g‘l. Ex situ FTIR and XPS tests revealed the reversible Li* insertion/
extraction at C=N of triazine rings and C=C of cyclohexadiene rings for the anode and the synergistic
lithium storage of triazine rings and LizPO4 based on in situ p-type doping/dedoping of CTFs in the
cathode. The concept of a biphase coupled cathode (BPCC) that combines p-type organic molecules
and lithium salts for designing a rocking-chair all-organic lithium ion battery will inspire the study of high-
energy organic lithium ion batteries beyond dual-ion batteries and open a new avenue for organic energy
storage.

capacitors, and electrocatalytic decomposition of water.'
Lithium-ion batteries have attained considerable commercial

Global environmental problems are growing extremely serious
owing to the increased energy demand and the abuse of fossil
fuels, which has sparked a broad and in-depth search for
renewable energy technologies to address the severe energy
crisis." Three effective approaches for achieving efficient
electrochemical energy storage are lithium-ion batteries, super-
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success in the electric vehicle and portable electronics markets
due to their high energy and power density, acceptable safety,
and environmental compatibility.> However, the traditional
metal-based inorganic compounds, such as LiCoO,,
LiNij §C0y 1Mn, 10, (NCM-811), Li,TisOq,, etc., used as elec-
trode materials face a cascade of problems, such as limited
capacity, insufficient resources, growing cost, high carbon foot-
print, and so on, hindering the further development of
lithium-ion batteries. An efficient solution to this issue is to
develop low-carbon and Earth abundant electrode materials
for lithium-ion batteries. Owing to their availability, affordabil-
ity, adaptability, benignity to the environment, etc., organic
compounds based on naturally abundant elements (such as C,
H, O, N, and S) are drawing more and more attention in the
energy storage field.*®
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Covalent organic frameworks (COFs) materials are an emer-
ging class of crystalline and porous polymeric materials that
allow the precise integration of structural units with redox
activity into two- or three-dimensional (2D or 3D) polymeric
frameworks with long-range ordered backbones and nano-
pores.” Currently, the most typical design idea is the introduc-
tion of unsaturated polar organic groups (radicals, C=0,
C=N, N=N) into COFs as redox centers to increase the
specific capacity of lithium-ion batteries.® However, although
COFs have the aforementioned benefits, their development is
still constrained mainly attributed to high synthetic cost,
where expensive organic reagents, high reaction temperature, a
long reaction time and multi-step processes are usually
involved.> Covalent triazine-based frameworks (CTFs) are a
kind of porous polymer containing triazine rings and have
been widely used in a variety of energy storage devices due to
their rich active sites, large specific surface area, good dura-
bility, and decent electrical conductivity.” Most CTFs belonged
to bipolar molecules and could store charges through both
p-type and n-type doping of triazine rings.”'® Recently, several
research teams have investigated the electrochemical perform-
ances of CTFs and found that they could behave as both the
cathodes and anodes of lithium-ion batteries. For example, Cai
et al. studied the performance of a CTF with an AA stacking
structure as an anode for lithium-ion batteries and achieved a
specific capacity of 570 mA h g™' at a current density of
100 mA g~ after 50 cycles."" When utilized as the cathode of
Li-ion batteries, the CTF exhibited substantially low reversible
capacities (23 + 10 mA h g™ at 0.1 A g™ " after the 100th cycle)
according to the research by See et al.'” It was also found that
by modifying the CTF materials, such as exfoliation and
doping with F atoms, the electrochemical performance of
CTFs could be further enhanced,™ implying that not only the
molecular structure but also the stacking mode affected the
materials’ electrochemical behaviors.

However, although CTFs have shown great application
potential in energy storage, currently most CTFs are syn-
thesized in organic solvents by using a strong acid, such as tri-
fluoromethanesulfonic acid,"*™° as the catalyst, or through the
ZnCly-based high-temperature molten salt method. In these
two methods, solution-based synthesis usually requires the
use of a toxic organic solvent that is not friendly to the human
body and the environment and the ZnCl,-based molten salt
method needs a high reaction temperature to enable the
melting of ZnCl, (293 °C), which easily incurs hot-working
defects and the carbonization of the polymer in a long time-
frame (>40 h),"” resulting in poor structure controllability and
erratic electrochemical performance (Table S11).'® Therefore,
development of new synthetic methods for avoiding the use of
toxic organic solvents as well as decreasing the reaction temp-
erature is in high demand.

In view of the above-mentioned issues, in this work, we
propose a new transition metal-free molten salt system with a
low eutectic point (93 °C),">*° AICl;-NaCI-KCl, for the syn-
thesis of CTFs. Different from the conventional ZnCl,-based
high-temperature molten salt synthetic method where AA-
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stacked CTFs are made above 400 °C, the AlCl;-NaCl-KCl
ternary molten salt system can produce crystalline AB-stacked
CTFs at 180 °C, which is the reported minimum temperature
for the synthesis of CTFs in the molten salt method.
Furthermore, the electrochemical performances of crystalline
AB-stacked CTFs as the cathode and anode of Li-ion batteries,
respectively, were investigated for the first time. It was discov-
ered that compared to the AA-stacked structure, crystalline AB-
stacked CTFs could display obviously better cathode perform-
ance in Li-ion batteries. It is especially interesting that by
introducing LizPO, salt into the CTFs, we prepared a lithium-
containing biphase coupled cathode (BPCC) composed of
LizPO, and CTFs. By pairing the composite cathode with the
CTF anode, we constructed a rocking-chair all-organic lithium-
ion battery. Different from conventional dual ion batteries
where anions and cations in the electrolytes insert/extract into/
from the cathode and anode respectively to fulfil charge and
discharge,>"** the biphase coupled cathode can transform the
(de)inserted ions in the cathode from anions to cations,
enabling a complete cation-based rocking-chair battery.
Consequently, the assembled battery showed an initial dis-
charge specific capacity of 101.2 mA h g™ at 0.2 A g~* (the
theoretical specific capacity of the CTF from p-doping is
139 mA h g7'), much higher than that of a dual ion battery
(48.9 mA h g'). The research results indicated that the trans-
formation from the triazine ring to its radical cations and
timely in situ charge compensation from phosphate groups of
Li;PO, in the composite cathode played a critical role in
enhancing the electrochemical activity of the composite
cathode. The design idea of the p-type organic cathode
coupled with lithium salts to transform the (de)inserted ions
from large anions into small cations can greatly improve the
reaction dynamics, specific capacity and cycling stability of the
cathode and thus will shed light on next-generation high
energy batteries and open a brand new route for organic
energy storage.

2. Results and discussion

In a typical synthesis process, AlCl;-NaCl-KCl were ground
into homogeneous powders in proportion to each other, and
then the ground salt and 1,4-dicyanobenzene (DCB) were
mixed sufficiently and heated in a sealed quartz tube in a con-
stant-temperature oven (Fig. 1a). It was found that the cyclotri-
merization reaction of the cyano groups could be well induced
in the AlCl;-based ternary molten salt system at 180 °C, where
AICl; acted as both the reaction medium and the Lewis acid
catalyst, and NaCl and KCI helped to liquefy AICl; at a temp-
erature lower than its sublimation point to prevent the direct
vaporization of AICl;. When only AICl; and DCB were
employed in the reaction, the powder X-ray diffraction (PXRD)
result of the product was the same as that of the raw material
DCB, indicating that no cyclotrimerization reaction took place,
attributed to the fact that pure AICl; would not reach the
molten state below 200 °C and thus could not induce cyclotri-

This journal is © The Royal Society of Chemistry 2024
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Fig. 1 (a) lllustration of the preparation process of CTFs. (b) The XRD patterns of CTF, CTF-M and CTF-550. (c) The C 1s XPS spectra of CTF. (d) The
TG-FTIR spectra of CTF. The SEM images and C and N elemental mapping images of (e) CTF-M, (f) CTF, (g) CTF-550.

merization (Fig. Sla and bf¥). At 400 °C, although aluminum
chloride was in the molten state, the product would suffer
partial decomposition and carbonization, rendering an amor-
phous form (Fig. Sic-et). When NaCl or KCl was added into
AICI; to construct a low-melting-point eutectic salt, crystalline
CTFs were obtained. Among them, the product with the best
crystallinity was obtained when the molten salt was composed
of AlCl;, NaCl and KCl (Fig. S21). The XRD of the CTF demon-
strated that the products were consistent with the AB stacking
model (Fig. 1a), and the crystallinity was significantly influ-
enced by the ratio of DCB to molten salt, reaction duration,
and reaction temperature (Fig. S31). By comparing the CTFs’
crystallinity under a series of reaction conditions, it was found
that the optimal CTF was obtained in the AlCl;-NaCl-KCl
system with a ratio of DCB to salts of 1:0.5 and a reaction
time of 24 h at 200 °C (Fig. S4-S6%). To improve the electro-
chemical properties of the CTFs, additional ball milling post-
treatment (denoted as CTF-M) and high-temperature heat

This journal is © The Royal Society of Chemistry 2024

treatment (denoted as CTF-T) were also carried out to increase
their specific surface area and conductivity.

As shown in Fig. 1b and Fig. S7,1 the PXRD pattern of the
pristine CTF exhibited extremely narrow and intense peaks,
indicative of their excellent crystallinity, and additional ball
milling and heat treatment at 550 °C would weaken the diffrac-
tion peaks, but the heat treatment below 450 °C did not affect
the crystallinity obviously (Fig. S81). According to a previous
report, the diffraction peak at 7.88° can be assigned to the
{1010} plane, and those peaks located at 14.77°, 15.76° and
27.05° correspond to the {1120}, {2020} and {0002} planes,
respectively."”” The scanning electron microscopy (SEM) images
showed that the CTF and CTF-M had a stacked lamellae struc-
ture, and the heat-treated CTF at 550 °C (CTF-550) appeared as
an irregular block with a smooth surface. The laminated struc-
ture of CTF materials can also be observed by transmission
electron microscopy (TEM) and atomic force microscopy (AFM)
(Fig. S9 and S107). The energy dispersive spectra (EDS) showed
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the uniform distribution of C and N in all three CTFs (Fig. 1e-g).
The chemical structure of CTFs was further analyzed by
Fourier transform infrared (FT-IR) spectroscopy and X-ray
photoelectron spectroscopy (XPS). As shown in Fig. S11,} the
two sharp peaks at 1362 cm™" and 1519 cm™ ' in CTF and
CTF-M were attributed to the C=N breathing and stretching
vibrations in the triazine rings, respectively.'” The weakening
of the peak intensity at 1519 cm™" in CTF-550 may be due to
the escape of triazine ring-containing moieties at high temp-
erature. The incomplete polymerization of DCB monomers or
the residual oligomers may be responsible for the appearance
of the peak attributed to the C=N bond at 2231 cm™". As dis-
played in Fig. 1c, there are two peaks in the C 1s XPS spectra
of the CTF. The sp® hybrid C species in the benzene rings are
responsible for the peak at 284.8 eV, and the sp® hybrid C
species in the triazine rings (-C=N-) are responsible for the
peak with a higher binding energy at 286.58 eV. The formation
of the triazine N (-C=N-C-) can also be seen in the N 1s XPS
spectra of the CTF at 398.8 eV (Fig. $121).>*?°

Thermogravimetric analysis (TGA) (Fig. S131) showed that
the thermal stability of the CTF was excellent, and there was
no obvious weight loss below 400 °C, which is consistent with
the XRD results. From the TG-FTIR, it could be seen that the
infrared spectra of the released gas above 500 °C were still the
same as that of the original CTF, indicating that the weight
loss at high temperature was mainly derived from the splitting
of carbon-carbon bonds and the escape of CTF oligomers
(Fig. 1d). The Brunauer-Emmett-Teller (BET) specific surface
areas of the CTF, CTF-M, and CTF-550 were 25, 30, and 30 m> g™,
respectively, according to N, adsorption experiments
(Fig. S147), which was consistent with previous reports.”®
Furthermore, according to the elemental analysis (EA), the
ratios of carbon to nitrogen of the CTF and CTF-M were also
close to the theoretical values (4:1), and the slightly higher
carbon to nitrogen ratio of CTF-550 may be due to the slight
carbonization of the material at a high temperature
(Table S27).

In order to explore the application of CTF materials in
lithium-ion batteries, different CTFs were used as the cathodes
and anodes of lithium-ion batteries respectively. To identify
the influence of different stacking modes on the electro-
chemical performance of CTFs, we investigated the electro-
chemical performance of AB-stacked CTF, CTF-M, and AA-
stacked CTF synthesized in ZnCl, molten salt (CTF-AA) as the
cathode of lithium-ion batteries. The electrochemical impe-
dance spectroscopy (EIS) results of CTF, CTF-M and CTF-AA
are shown in Fig. S15,1 and the Nyquist plot is constituted by a
straight line at low frequency and a semicircle at high fre-
quency, which is ascribed to the Warburg impedance and
charge-transfer resistance (R,). The crystalline CTF and CTF-M
showed greater Warburg impedance and R, than CTF-AA, may
be owing to better ionic conductivity derived from smoother
ion channels in the AA-stacked CTF. Cyclic voltammetry (CV)
measurements of the CTF and CTF-M were performed at a
scan rate of 5 mV s~ " over a voltage range of 1.5-4.5 V (vs. Li/
Li") (Fig. S167). The oxidation peaks of CTF and CTF-M at 3.6
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V are ascribed to the p-type doping mechanism of the triazine
rings, which was accompanied by the insertion of the anion
(PF¢7) at high voltage.>” This gradually weakened peak inten-
sity with the cycles should be attributed to the gradual destruc-
tion of CTF crystalline structures during cycling (Fig. S177).
Notably, the CV curves of CTF-AA did not show any obvious
redox peaks, which is consistent with previous reports
(Fig. $187).%"?

Fig. 2a shows the rate capability of CTF, CTF-M, and
CTF-AA at different current densities, and the specific
capacities of CTF and CTF-M were much higher than that of
CTF-AA at all current densities. The reversible discharge
capacities of CTF were 129.6, 82.8, 60.1, 45.2, 34.2, 24.7 and
21.2 mA h g™! at current densities of 0.1, 0.2, 0.5, 1, 2, 5 and
10 A g, respectively. When the current density was returned
to 0.1 A g again, the specific capacity still recovered to
102.7 mA h g '. Additionally, CTF and CTF-M had better
cycling stability than CTF-AA, maintaining specific capacities
of 69.9 mA h ¢”! and 83.6 mA h g* after 1000 cycles at 0.1 A
g™, with capacity retention rates of 68.1% and 94.4%, respect-
ively, while the CTF-AA only maintained a very low specific
capacity of 26.4 mA h g~ after 300 cycles (Fig. 2b). The excel-
lent cycling performance of the CTF and CTF-M as the cathode
may be attributed to their robust triazine-based skeleton and
few defects by virtue of low-temperature AlCl;-based molten
salt synthesis. Even when the current density was increased to
1 A ¢!, the CTF could still provide a reversible specific
capacity of 76.5 mA h g~ and show a capacity retention of
71.1% after 5000 cycles (Fig. 2c), which was much higher than
that of CTF-AA (42.5 mA h g~ and 32.9%, respectively). By
comparing the EIS before and after cycling of CTF, CTF-M, and
CTF-AA, it was found that the R, value after cycling of CTF and
CTF-M with AB stacking structure were smaller than the initial
R., whereas the R after cycling of CTF-AA was larger than the
initial R (Fig. S197), indicating that the low-crystalline AA-
stacked CTFs may suffer more serious damage during charge
and discharge at high potentials due to more defects. In
addition, the R value of CTF-M after cycling was much
smaller than that of CTF and CTF-AA, consistent with its
better electrochemical performance (Fig. S201). Compared
with CTF-M, CTF showed a significant capacity decay in the
pre-cycling period, followed by a gradual increase, which may
be attributed to the fact that CTF has a slow activation process
as a result of a larger particle size, whereas CTF-M did not
show this process due to its more fragmented and delami-
nated structure, which makes it easier to be infiltrated by the
electrolyte.

In order to further understand the energy storage mecha-
nism of the material, ex situ FT-IR spectroscopy and ex situ
XPS were performed for CTF electrodes as the cathode at
different charge/discharge stages. Fig. 2d shows the charge/dis-
charge curves of the CTF electrode at 0.1 A g~' between 1.5
and 4.5 V. The ex situ FT-IR spectra in Fig. 2e show that the
vibrational peaks of the C=N bonds at 1512 c¢cm ' and
1358 cm™" gradually weakened during the discharge process
and then gradually increased during the charging process,

This journal is © The Royal Society of Chemistry 2024
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Fig. 2 (a) Rate performance of CTF, CTF-M, and CTF-AA as the cathode at various current densities. (b) Cycling performance of CTF, CTF-M, and
CTF-AA as the cathode at 0.1 A g% (c) Long-term cycling stability of CTF, CTF-M, and CTF-AA as the cathode at 1 A g™, Ex situ characterization of
the CTF electrode as the cathode at different discharge and charge states: (d) charge/discharge curves; (e) FT-IR spectra of CTF; (f) F 1s XPS spectra
of CTF; (g) N 1s XPS spectra of CTF. (h) Rate performance of CTF, CTF-M, and CTF-550 as the anode in the voltage range of 0.005-3 V at various
current densities. (i) Cycling performance of CTF, CTF-M, and CTF-550 as the anode at 0.1 A g™~

corresponding to the lithiation and delithiation processes,
respectively, indicating that the triazine ring underwent revers-
ible and stable electrochemical reactions during the charging
and discharging processes.'® The XPS results of the pristine
CTF electrode are shown in Fig. S21,T and the peak at 688.1 eV
in the F 1s spectrum was attributed to the covalent bond C-F
of PVDF,”® while the peak at 399.58 eV in the N 1s spectrum
was attributed to the C=N bond of CTF."® As shown in Fig. 2f,
only C-F peaks appeared in the F 1s spectrum of the electrode
when discharged to 1.5 V. The peak at 685.88 eV attributed to
PFs~ appeared during charging, and the PFs~ peaks were con-
tinuously strengthened with charging and gradually weakened
during discharging, which corresponded to the p-type doping
mechanism of CTF materials.”*** Similarly, in Fig. 2g, it can
be seen that a peak at 400.3 eV appeared in the N 1s spectrum
of the electrode attributed to the C-N bond when discharged
to 1.5 V, which corresponded to the n-type energy storage
mechanism of the CTF, whereas as charging proceeded, the
peaks of C-N gradually weakened and a peak appeared at
about 403 eV corresponding to the triazine radical cation,
which was also in agreement with the p-type doping energy

storage mechanism of the CTF.>**”*7 By combining the ex

This journal is © The Royal Society of Chemistry 2024

situ FT-IR spectra and ex situ XPS results, it was demonstrated
that the triazine ring could achieve n-type doping/dedoping
with reversible Li" insertion/extraction at low voltage, and
could also realize p-type doping/dedoping by combining with
PFs~ anions at high voltage to maintain good electrochemical
performance. To further confirm the energy storage process,
the lithiation process of the CTF was calculated by density
functional theory (DFT). The CTF as shown in Fig. S22t has a
low LUMO energy level (—2.75 eV), indicating that the CTF has
great electron affinity and a high reduction potential.
Meanwhile, it showed a LUMO-HOMO energy gap of 4.14 eV,
more close to a non-conductor.'’ From the MESP diagram in
Fig. S23,1 the lowest electrostatic potential was found near the
N atoms of the triazine rings. The region with the most nega-
tive electrostatic potential would have a stronger interaction
with Li" and would bind with Li" more easily. According to
theoretical calculations and experimental results, the high
specific capacity of the CTF was mainly attributed to the revers-
ible charge storage of the triazine rings.*®

The Nyquist plots of CTF, CTF-M and CTF-550 as anodes are
shown in Fig. S24.1 The slope line was related to the lithium ion
diffusion impedance, and the slope of CTF-550 was higher than

Green Chem., 2024, 26,10593-10603 | 10597
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that of CTF and CTF-M, indicating that it has better lithium ion
transport kinetics.>® As shown in Fig. $25,1 CV curves were also
obtained at a scan rate of 5 mV s~ over the voltage range of
0.005 V-3.0 V. It is noteworthy that a strong reduction peak was
observed at 0.53 V in the first cycle, which was an irreversible
electrochemical process due to the formation of the solid elec-
trolyte interface (SEI) layer. After the first several cycles, the
curves of CTF-550 almost completely overlapped compared to
CTF and CTF-M, demonstrating good cycle reversibility and
stability. Fig. 2h presents the rate capability of CTF, CTF-M and
CTF-550 at different current densities, and CTF-550 showed
much higher specific capacity than CTF and CTF-M. As can be
seen, the initial discharge capacity of CTF-550 reached
2944.7 mA h g™* at 0.1 A g, much higher than those of CTF
(1814.9 mA h g ™) and CTF-M (2038.2 mA h g™"). CTF-550 exhibi-
ted highly reversible average discharge specific capacities of
552.1, 387.5, 293.0, 218.9, 158.0, and 124.3 mA h g™ at 0.2, 0.5,
1,2, 5 and 10 A g™ ", respectively. To further evaluate the cycling
stability, the long-term cycling performance of these electrodes
was measured at 0.1 A g* and 1 A g~* and is shown in Fig. 2i
and Fig. S26.7 After a cascade of charge/discharge cycles at
different current densities, CTF-550 showed a higher reversible
capacity of 642.8 mA h g~* when the current density was back to
0.1 A g ' again, surpassing CTF (255.5 mA h g™') and CTF-M
(198.7 mA h g™"). The specific capacities of all three samples
showed a gradual increase, which should be attributed to the
gradual activation of organic electrodes during cycling.*® After
168 cycles, we can see that the capacity of CTF-550 has increased
to 1535.4 mA h ¢!, CTF to 538.3 mA h g™, and CTF-M to
4443 mA h g* (Fig. 2i). At a current density of 1 A g~*, CTF-550
exhibited a more pronounced capacity decay in the initial cycles
and a capacity increase after the 40th cycle (Fig. S26t). The
steady capacity increase in the subsequent ~700 cycles could be
attributed to the gradual utilization of the active sites due to
electrolyte penetration after deep cycling. In contrast, the
CTF-AA had a lower capacity and did not show significant
capacity growth (Fig. S271) maybe due to less crystalline struc-
ture and faster activation process. In addition, the ex situ FT-IR
spectroscopy of CTF-550 as an anode in different charging and
discharging states was also performed. Similar results to those
as the cathode can be observed in Fig. S30,1 except that the
change in peak intensity at 808 cm™" can be attributed to the
transformation from C=C of cyclohexadiene rings to Li-C-C-Li
at low potentials. The utilization of carbon-carbon unsaturated
bonds as the active sites results in a much higher specific
capacity of the CTF anode than that as the cathode.****
Considering that CTF materials have good performance
both as anode and cathode of lithium-ion batteries, we chose
CTF-M and CTF-550 as the cathode and anode of lithium-ion
batteries respectively and assembled a dual ion cell (CTF-M//
CTF-550). Since CTF materials show poor conductivity, the
effect of conductive additives (ketjen black) on the perform-
ance of the dual ion cell was measured foremost. As can be
seen in Fig. S31,1 the capacity of CTF-M//CTF-550 gradually
increased as the electrode conductivity was enhanced with the
increase of the content of ketjen black in the cathode. When
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the weight ratio of CTF-M, ketjen black and PVDF was 4:5:1,
a specific capacity of 36.3 mA h g™* can be maintained after 80
cycles at 1 A g7*, attributed to the fact that Li* and PFg~ in the
electrolyte were embedded in the anode and cathode, respect-
ively, during the charging process. Fig. S327 shows the rate
performance of the CTF-M//CTF-550 with a discharge specific
capacity of 48.9 mA h g™' at 0.2 A g™, consistent with the
p-type doping capacity (>3.0 V)**** of a CTF-M//Li half cell
(Fig. S337), but the CTF-M//CTF-550 had a significant capacity
decay and unstable coulombic efficiency, may be attributed to
poor reaction dynamics and reversibility of insertion/extraction
of PFs~ in the CTF-M cathode of the dual ion battery in the
absence of an n-type doping process.

To avoid the insertion/extraction of large PFs~ anions, a com-
posite cathode CTF-M@Li;PO, was designed and prepared by
adding Li;PO, to CTF-M (the weight ratio of CTF-M : LizPO, was
3:1), in which PO,*>~ anions with a higher charge-to-mass ratio
replaced PFs~ anions for balancing the positive charge of tri-
azine radical cations after CTF oxidation, and Li* ions became
the main carriers. The electrochemical performance of the
CTF-M®@Li3PO,/Li half cell was first investigated. The CV
measurement of CTF-M®@Li;PO, (Fig. 3a) showed that the peak
position of the CTF-M@Li;PO, composite electrode was consist-
ent with that of CTF-M, with an oxidized peak at 3.6 V, corres-
ponding to the p-type doping of CTF-M. The rate performance of
the CTF-M@Li;PO, composite electrode and the CTF-M elec-
trode is shown in Fig. 3b, and the charge/discharge curves of the
CTF-M@Li;PO, composite electrode are shown in Fig. 3d, when
the weight ratio of the active materials : ketjen black : PVDF was
6:3:1. It can be seen that the CTF-M@Li;PO, composite elec-
trode performed much better, with a specific capacity of
129.6 mA h g~ when the current density was returned to 0.1 A
g~ again (Fig. 3b), which was significantly higher than that of
single CTF-M (82.4 mA h g™"), and a specific capacity of 89.3 mA
h g™ was still maintained after 300 cycles at 0.1 A g~ (Fig. 3c).
To improve the electrochemical properties of the composite elec-
trode, we further increased the ratio of ketjen black (Fig. $347),
and when the weight ratio of CTF-M, ketjen black and PVDF was
4:5:1 (Fig. 3e), the initial specific capacity of the
CTF-M@Li;PO, composite electrode became 255.1 mA h g™* at
0.1 A g%, After a cascade of charge/discharge at higher current
densities, the capacity could recover to 212.8 mA h g”* when the
current density was returned to 0.1 A g~ again, which was much
higher than that of the CTF-M electrode (147.3 mA h g™%). The
corresponding p-type doping capacity of the CTF-M@LizPO,
composite electrode was evaluated from the discharge curve to
be about 55.9 mA h g™ (Fig. 3f), which was higher than that of
CTF-M to be 46.5 mA h g' (Fig. S331), indicating that the
addition of LizPO, can improve both the p-type and n-type
doping capacities of CTF-M.

As suggested, the work mechanism of CTF-M®@Li;PO, com-
posite cathode can be considered as shown in eqn (1), in
which Li;PO, can provide PO,*~ anions for in situ charge com-
pensation during the cathode oxidation and convert the main
carriers from large PF,~ anions into small Li" cations, which is
beneficial for improving the reaction dynamics, specific

This journal is © The Royal Society of Chemistry 2024
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capacity and cycling stability. To verify the mechanism, ex situ
XPS spectra analysis was carried out on the composite cathode
at different charge/discharge stages. It can also be seen from
the XPS spectra of F 1s that when CTF-M alone was used as the
cathode, the peaks attributed to PFs~ could be seen to appear
in the charged state (Fig. 2f), whereas no new peaks appeared
and only the peaks attributed to PVDF were seen when
CTF-M@Li;PO, was used as the cathode (Fig. S35%), indicating
that the insertion/extraction of PFs~ anions did not happen for
the CTF-M@Li;PO, cathode. It appeared that in this situation,
the cathode could behave more like conventional inorganic
cathodes, such as LiFePO,, where Li;PO, was the lithium
source and p-type CTF-M played the role of Fe**, and thus
convert the (de)insertion of large anions (PFs") as a dual ion
battery does into (de)insertion of small lithium ions (Li'). The
diffusion and transfer of small Li* ions in the composite
cathode would promote the battery capacity and reaction
dynamics. In the n-type doping process, Li;PO, can improve
the ionic conductivity and thus increase the specific capacity
of the composite cathode (Fig. S367).

Charge : CTF-M + LizPO; — xe~ — xLi"
— CTF-M*" + Li;;_ PO,
Discharge : CTF-M*" + Li;_, PO, + xe~ + xLi*

(1)

To further confirm the wide availability of this biphase
coupled cathode (BPCC) strategy, the composite cathode com-
prising LizPO, and a typical p-type small molecule N,N,N',N'"-

This journal is © The Royal Society of Chemistry 2024

tetraphenyl-1,4-phenylenediamine (TPPA) was also prepared
and found to display an obviously enhanced electrochemical
performance compared with a single TPPA cathode and the
transformation of the inserted ions from PF,~ anions to Li'
cations, further proving that the proposed BPCC strategy has a
wide possibility for improving the electrochemical perform-
ance of p-type organic cathode materials (Fig. S37 and S387).

Furthermore, a full cell (CTF-M®@LizPO,/CTF-550) was
assembled by using CTF-M@Li;PO, composites as the cathode
(the weight ratio of CTF-M, ketjen black, and PVDF was 4:5:1)
and CTF-550 as the anode. Fig. 4a shows the rate performance of
CTF-M@Li;PO,/CTF-550, with an initial discharge specific
capacity of 101.2 mA h g™" at 0.2 A ¢™', and even at 10 A g”*, the
capacity was still 25.1 mA h g™ (Fig. 4b), which was much better
than CTF-M//CTF-550 (Fig. S321). The electrochemical perform-
ance of CTF-M®@Li;PO, composite electrodes showed significant
advantages over the reported p-type organic electrode materials
(Table S31). When the current density returned to 0.2 A g~*
again, the capacity was 66.8 mA h g™". In addition, the coulom-
bic efficiency was also significantly improved compared with that
of the CTF-M//CTF-550 battery. The long-term cycling stability of
the CTF-M@®@Li;PO,/CTF-550 battery was also investigated as
shown in Fig. 4c. At 1 A g7, the battery showed an initial dis-
charge specific capacity of 54.4 mA h g™, and after 300 cycles
the capacity could maintain at 31.4 mA h g, with a coulombic
efficiency of above 95%.

As is well known, unlike conventional inorganic lithium-
containing oxide cathodes, most organic electrodes cannot
provide Li" sources when used as the cathode of the lithium-
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Cycling performance of CTF-M@LisPO4//CTF-550 at 1 A g™, Ex situ characterization of the cathode of CTF-M@LisPO4//CTF-550 at different dis-
charge and charge states: (d) Charge/discharge curves, (e) XRD spectra of the cathode, (f) XPS spectra of N 1s of the cathode.

ion battery and have to pair with lithium metal or a pre-
lithiated anode for normal working, which results in the fact
that lithium organic batteries face the challenges from the
metal lithium anode or complicated prelithiation operation. In
the case of the p-type organic cathode, the insertion/extraction
of large anions from electrolytes in the cathode will signifi-
cantly affect the battery reaction dynamics, and more seriously
decrease electrolyte concentration and bring about electrolyte-
dependent capacity limit, namely, the anion amount in the
electrolyte determines the upper limit of the charge storage
capacity. Therefore, to avoid electrolyte dependence of battery
capacity, Li;PO, was introduced into the cathode, and the
working mode of the full battery changed from that of a dual
ion battery to a rocking chair battery. In this work, a
CTF-M@Li;PO,//CTF-550 battery was employed as the typical
example to demonstrate this concept. The reaction processes

10600 | Green Chem., 2024, 26, 10593-10603

at the cathode and anode are shown in Fig. 5a and b. During
the charging process, active triazine units lost electrons and
formed triazine radical cations, while Liz;PO, lost Li" ions,
leaving PO,*~ anions to balance the positive charges of triazine
radical cations for achieving a stable charge neutral structure.
During the discharge process, the triazine radical units
received electrons to restore the original triazine structure,
while PO,*>~ was again combined with Li' to form LizPO,.
Briefly, only Li" shuttled between the cathode and the anode
during the charge and discharge process, and thus the
CTF-M@®@Li3;PO,/CTF-550 can be considered as an all-organic
rocking-chair battery (RCB). The structural changes of Li;PO,
and triazine rings during charge and discharge were verified
by ex situ XRD and ex situ XPS. Fig. 4d shows the charge/dis-
charge curves of the cathode in the voltage range of 0 V to 3.8
V at 0.1 A g~'. XRD patterns of the electrodes at different

This journal is © The Royal Society of Chemistry 2024
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charge/discharge stages of the second cycle are shown in
Fig. 4e, and it can be seen that the peaks of Liz;PO, had gradu-
ally weakened in charging up to 3.8 V, and gradually strength-
ened in discharging down to 0 V, which was consistent with
the Li;PO, transformation mechanism proposed in Fig. 5a. It
is worth noting that the XRD signals of Li;PO, and CTF-M will
disappear gradually with the cycles, suggesting the structural
rearrangement of the composite cathode and the formation of
a new thermodynamically stable structure (Fig. S407). The N 1s
XPS spectra of the cathode at different charge/discharge stages
were also investigated. As shown in Fig. 4f, the peak of the tri-
azine radical cation was enhanced during charging to 3.8 V,
and gradually weakened during discharging to 0 V.>*?%?7 All
these results well support the proposed lithium storage mecha-
nism of the CTF-M@Li;PO, composite cathode as shown in
Fig. 5a. Besides, the Li' storage mechanism of the CTF-550
anode is shown in Fig. 5b, and its superb specific capacity
should be attributed to the lithium storage of C=N of the tri-
azine rings and C=cC of the cyclohexadiene rings derived from
benzene rings.*%*°>!

3. Conclusion

A CTF with an AB stacking structure and excellent crystallinity
was synthesized in the AICl;-NaCl-KCl molten salt system at
180 °C using DCB as the raw material. A series of comparative
tests demonstrated that the reaction time, reaction temperature
and the ratio of DCB to molten salt have a combined effect on
the crystallinity of the CTF. The AB-stacked CTF showed
obviously better electrochemical performance than the AA-
stacked one and can behave as both the cathode and anode of

This journal is © The Royal Society of Chemistry 2024

lithium-ion batteries. Consequently, a rocking chair full cell con-
sisting of the CTFs@Li;PO, cathode and CTF anode was
assembled and delivered an initial discharge specific capacity of
101.2 mA h ¢™" at 0.2 A g~". Ex situ FTIR and XPS tests revealed
the reversible Li" insertion/extraction at C=N sites of the tri-
azine rings and C=C sites of cyclohexadiene rings for the anode
and the synergistic lithium storage of triazine rings and LizPO,
in the cathode. This work demonstrated the possibility of
further exploring a low-temperature molten salt system for
organic synthesis and filled the gap in the lithium storage study
of crystalline AB stacked CTFs. More importantly, we proposed
and verified a new-type biphase coupled composite cathode
model built using Li;PO, and a p-type organic electrode and
enabled a rocking chair organic lithium ion battery beyond a
dual ion battery, which will substantially promote the develop-
ment of high-energy organic energy storage. The concept can
also be extended to other organic metal ion batteries.
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