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A new class of yellow- to red-emitting carbazolylgold(in) complexes
containing isomeric thienopyridine or thienoquinoline moieties in
the cyclometalating ligand has been designed and synthesized,
which showed high photoluminescence quantum yields of over
80% in solid-state thin films. The isomeric effect and extended
n-conjugation of the N-heterocycles have been found to remarkably
perturb the photophysical, electrochemical and electroluminescence
properties of the gold(i) complexes. In particular, the operational
lifetimes of organic light-emitting devices based on that incorporated
with thieno[2,3-c]pyridine are almost three orders of magnitude
longer than that incorporated with thienol3,2-clpyridine. This has
led to long device operational stability with a LT, value of up to
63200 h at a luminance of 100 cd m~2 and a long half-lifetime of
206 800 h, as well as maximum external quantum efficiencies of up to
8.6% and 14.5% in the solution-processed and vacuum-deposited
devices, respectively. This work provides insights into the
development of robust and highly luminescent gold(i) complexes
and the identification of stable molecular motifs for designing efficient
emitters.

Introduction

A great commercial success of active matrix organic light-
emitting devices (AMOLEDs) has been demonstrated in the
state-of-the-art flat-panel displays, televisions and mobile
phones. With continuous research and development, commercial
products equipped with a high resolution of 8 K and a high
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In this manuscript, we present the design and synthesis of yellow- to red-
emitting gold(ur) complexes and their applications in operationally stable
organic light-emitting devices (OLEDs). Through incorporating six
different N-heterocycles into the cyclometalating ligand, these isomeric
gold(m) complexes have been found to exhibit distinctly different
photophysical, electrochemical and electroluminescence properties. The
investigation of the isomeric effect and extended m-conjugation of the N-
heterocycles has never been reported in gold(m) systems, and is also
scarcely reported in the widely studied iridium(m) and platinum(u)
systems. Considering the radical anion stability and the resonance
structures of the N-heterocyclic moieties, we believe that a proper
choice of the isomer in the emitting material could lead to prolonged
device operational lifetimes.

absolute color accuracy for OLED displays are anticipated to be
the new standards in the coming years. Since the first report on
the utilization of transition metal complexes as dopants in
OLEDs," tremendous efforts have been made towards the design
and synthesis of tailor-made emitters to effectively tune their
emission colors to meet the industrial requirements. Meanwhile,
comprehensive studies on the device performance based on the
structural variations of emitters have also been carried out. In
particular, great efforts have been made to realize highly efficient
emitters with high photoluminescence quantum yields (PLQYs),
short excited-state lifetimes and tunable emission colors ranging
from sky blue to saturated red.”® To date, with the advancement
in sophisticated studies and the development of material
synthesis, together with advanced device engineering, high external
quantum efficiencies (EQEs) of over 30% have been realized in the
OLEDs based on iridium(m)”® and platinum(u)"* complexes and
thermally activated delayed fluorescent (TADF) compounds'*®
without the use of any light extraction techniques.

In view of the fact that the emission energies of emitters are
heavily dependent on the choice of N-heterocyclic moieties and
the substituent groups, which could significantly alter the
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energy levels of the highest occupied molecular orbital (HOMO)
and the lowest unoccupied molecular orbital (LUMO), struc-
tural modifications of the cyclometalating or ancillary ligands
are considered as the conventional strategy for color tuning.**
Various types of N-heterocyclic moieties, such as pyridine,
quinoline, benzoxazole, benzimidazole, thiophene and
carbazole, have been commonly adopted to tune the photo-
luminescence and electrochemical properties of the metal
complexes.”>'® As a result, numerous transition metal
complexes incorporated with these N-heterocyclic moieties
have been reported and some have been demonstrated to show
superior electroluminescence (EL) performances and long
device operational lifetimes in the fabricated OLEDs. For
example, Tao, Lee and co-workers reported an iridium(ur)
complex with a benzoxazole-substituted ancillary ligand in
2013, in which the bulky ancillary ligand was incorporated to
suppress molecular aggregation and to reduce the bimolecular
quenching process. The LTs,, defined as the operational lifetime
at 50% of the initial luminance, of the fabricated device based on
this complex was estimated to be over 30000 h at 100 cd m™2."”
Indeed, there have been a number of reports and investigations
on the long device operational lifetimes of OLEDs based on
transition metal complexes with different host materials and
device configurations,'®>* which demonstrated excellent EL
performances; however, little is known about the effect of
isomeric N-heterocyclic moieties of the metal complexes on the
EL properties and the device operational stability. In view of this,
it would be motivating to study and investigate the structure—
property relationship between the chemical structures of
emitters and EL performances of their corresponding devices,
which is envisaged to provide important insights into the future
development of robust and highly efficient emitters.

Having an isoelectronic d® configuration to the platinum()
complexes, gold () complexes have been considered as another
promising class of emitting materials for OLED applications,
as exemplified by their high EL performances®>>° that are
comparable with those of the iridium(m) and platinum(u)
systems.'*?%3! Interestingly, thermally stimulated delayed
phosphorescence (TSDP)**** and TADF>**"**73¢ behavior have
been recently reported in the gold(in) system. While the design
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and synthesis of highly efficient gold(m) emitters have been
increasingly reported, the investigation of the effect of the
isomeric N-heterocyclic moieties on the photophysical, electro-
chemical and EL properties has never been reported in the
gold(m) systems and is also scarcely reported in the widely
studied iridium(m) and platinum(u) systems. Capitalizing on
our recent results found for the carbazolylgold(m) complexes
and their application studies,>***” in which maximum EQEs
of up to 21.6% and a LTs, value of over 83000 h at 100 cd m >
have been achieved,” structural modifications with the integration
of isomeric and n-extended N-heterocycles into the cyclometalating
ligand are anticipated to afford a new series of color-tunable, highly
efficient and stable gold(m) complexes. On the other hand,
metal-containing emitters incorporated with thiophene-fused N-
heterocycles, such as thieno[3,2-c]pyridine®* *° and thieno[3,2-c|qui-
noline’ moieties, which differ from the conventional types of
pyridine and isoquinoline moieties, have been one of the attractive
emitters for device applications. In particular, it is worth mention-
ing that the iridium(m) complex, iridium(m) bis(4-phenylthieno
[3,2-c]pyridinato-N,C*') acetylacetonate (PO-01),"*** has been
demonstrated to provide the complementary yellow emission for
highly efficient phosphorescent***® and TADF*~*° white OLEDs,
suggesting the high potential of these emitters incorporated with
thiophene-fused N-heterocycles for device applications. However, to
the best of our knowledge, the reports on these thiophene-fused
N-heterocycle-containing iridium(m) complexes to date are mostly
focused on one form of the N-heterocycle, i.e. thieno[3,2-c]pyridine;
in addition, the isomeric effect of these N-heterocycles on the
properties of the metal complexes has not yet been investigated.
In this contribution, a new class of isomeric thienopyridine-
and thienoquinoline-containing carbazolylgold(m) complexes
1-6 has been designed and synthesized, with their molecular
structures shown in Scheme 1. Based on the versatile design of the
tridentate ligand framework, structurally related N-heterocyclic
moieties, namely thieno[2,3-c]pyridine (1-thpy) (1, 2), thieno[2,3-
c]quinoline (1-thq) (3), thieno[3,2-c]pyridine (2-thpy) (4, 5) and
thieno[3,2-c]quinoline (2-thq) (6), have been incorporated into the
cyclometalating ligand. These N-heterocyclic moieties have been
found to remarkably perturb the LUMO energy of the complexes,
as reflected by the tuning of the emission colors from yellow to

O P P
Fjﬁ & N R=H ) - X
= | ) | R=H (3)
O N N. R=Bu @ N~

saco Ry
JaSs}

Scheme 1 Molecular structures of the carbazolylgold(i) complexes.
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red with high PLQYs of over 80% in solid-state thin films. It is
worth noting that the isomeric effect and extended n-conjugation
of the N-heterocycles have been found to significantly influence
the operational stability of the fabricated OLEDs, in addition
to the photophysical and electrochemical properties of the
complexes. Specifically, the device operational lifetimes based
on those incorporated with 1-thpy (i.e. 1 and 2) have been found
to be almost three orders of magnitude over those incorporated
with 2-thpy (i.e. 4 and 5), owing to different positions of the sulfur
atom and the resonance structures of the thienopyridine moieties.
These have led to the long device operational stability with a LT,
value, defined as the operational lifetime at 70% of the initial
luminance, of ca. 63200 h at a luminance of 100 cd m™2. Yellow-
to red-emitting solution-processed and vacuum-deposited OLEDs
based on these complexes have also been realized, exhibiting
maximum EQEs of up to 8.6% and 14.5%, respectively. This work
is anticipated to provide insights into the development of robust
and highly luminescent gold(ur) complexes, as well as the identifi-
cation of stable molecular motifs for designing efficient emitters.

Results and discussion

Synthesis, characterization and thermal stability of the gold(m)
complexes

All of the gold(m) complexes were synthesized by reacting
carbazole or 3,6-di-tert-butylcarbazole with the corresponding
chlorogold(m) precursors in the presence of sodium hydride in
degassed tetrahydrofuran (Scheme S1, ESI}). After isolating the
crude product, recrystallization was carried out by diffusion of
diethyl ether vapor into a concentrated dichloromethane
solution of the complexes to give yellow to orange-red solids.
All the carbazolylgold(m) complexes were obtained by vacuum
sublimation and characterized by 'H and "C{'H} nuclear
magnetic resonance spectroscopies, high-resolution electrospray
ionization mass spectrometry and satisfactory elemental analyses.
High-resolution ESI mass spectroscopy with a cryospray source,
i.e. cryospary ionization (CSI}-MS, was also employed to provide
further support for the high purity of 1 and 4. Thermogravimetric
analyses (TGA) were performed to study the thermal stability of
these complexes. Fig. S1 (ESI}) depicts the TGA curves of 1-6 and
Table S1 (ESIt) summarizes their decomposition temperatures
(T4)- In general, this class of complexes demonstrates a high T4 of
over 300 °C. Interestingly, the incorporation of thienopyridine
(thpy) moieties into the complexes (i.e. 1, 2, 4 and 5) results in a
similar T4 of ca. 330 °C, regardless of the position of the sulfur
atom. On the other hand, the positional effect of the sulfur
atom in the thienoquinoline (thq) moieties leads to a notable
enhancement of T4 of almost 60 °C in 3 (T4 = 363 °C) relative to 6
(Tq = 304 °C). These results suggest the higher robustness of 3
than 6, which is in good agreement with the observation during
OLED fabrication (see below).

Electrochemistry

The electrochemical properties of all the complexes in dichloro-
methane (0.1 M "Buy,NPF,) were investigated by cyclic

This journal is © The Royal Society of Chemistry 2022
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voltammetry at 298 K. In general, except for 2 and 5, all the
complexes showed an irreversible oxidation wave at ca. +0.80 V
vs. standard calomel electrode (SCE). The cyclic voltammograms
of the oxidation and reduction scans of the complexes are shown
in Fig. 1 and the data are listed in Table S2 (ESIi). With the
incorporation of c-donating tert-butyl (‘Bu) groups into the
carbazole, 2 and 5 show a shift of the potential for oxidation
to a less positive value and result in a quasi-reversible oxidation
couple at ca. +0.66 V vs. SCE. The oxidation waves of all the
complexes are assigned as the carbazole ligand-centered
oxidation.>®*” On the other hand, all the complexes feature
quasi-reversible reduction waves ranging from -1.27 to
—1.52 V vs. SCE, which are found to be sensitive to the choice
of the cyclometalating ligand. Apparently, the integration of
1-thpy in 1 and 2 results in a reduction potential that is ca.
0.06 V vs. SCE less negative than those of 4 and 5 which bear
2-thpy in the C*C"N ligand, probably due to the better n-accepting
ability and thus a more stabilized n* orbital of the C*C"N
ligand in 1 and 2. Similar phenomena have also been observed
in 3 and 6, which are incorporated with 1-thq and 2-thq moieties,
respectively. Apart from these, the extended m-conjugation of the
C~C”N ligand in 3 and 6 results in the least negative reduction
potential of ca. —1.29 V vs. SCE when compared to the other
complexes. Hence, the reduction waves of all the complexes are
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Fig.1 Cyclic voltammograms for (a) oxidative and (b) reductive scans of
1-6 in degassed dichloromethane (0.1 M "BusNPFg) at 298 K.
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assigned as the ligand-centered reduction of the C~C"N
ligand,**"” and the experimental trend is found to be in good
agreement with the photophysical and computational studies.

Photophysical properties

UV-vis absorption and emission studies were conducted on all
the carbazolylgold(m) complexes. The intense absorption bands
at a wavelength (1) of < 390 nm are attributed to the spin-
allowed intraligand (IL) [r—n*(C C”N)] transitions with
some charge transfer character from the phenyl ring to the
N-heterocycles, with an extinction coefficient (¢) on the order of
10* dm® mol™* em™*, while the absorption tails beyond ca.
400 nm are assigned as the ligand-to-ligand charge transfer
(LLCT) n[carbazole]—*[C*C*N] transitions,”>*” which are
supported by computational studies. The UV-vis absorption
and emission spectra of all the complexes in toluene at 298 K
are shown in Fig. 2, while the absorption data are shown in
Table S3 (ESI%) and the luminescence data are summarized in
Table 1. Upon excitation at 2 > 350 nm in degassed toluene, all
the complexes feature intense structureless emission bands
peaking at ca. 635-730 nm, with a relatively short excited-
state lifetime of 0.1-0.3 ps and a high rate of radiative decay
(k;) on the order of 10° s~*. The emissions are assigned to the
LLCT nfcarbazole]—n*[C*C*N] origin,>>*” as supported by
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Fig. 2 (a) UV-vis absorption spectra of 1-6 in toluene at 298 K. (b)
Normalized emission spectra of 1-6 in degassed toluene at 298 K.
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computational studies. With the addition of ‘Bu groups onto
the carbazole, 2 displays a bathochromic shift of ca. 960 cm™"
when compared with 1, while extending the n-conjugation in the
N-heterocycle in 3 leads to a larger red shift of ca. 1700 cm™™.
Similar observations have also been found in 4-6. These results
suggest that the increase in aromatic conjugation of the
N-heterocycles, rather than the incorporation of ‘Bu groups
into the carbazole, is a more effective way to realize red emission.
The emission energies are also found to be dependent on the
positional effect of the sulfur atom in the N-heterocyclic moieties.
For instance, the replacement of 1-thpy in 1 with 2-thpy in 4
results in a slight blue shift of ca. 292 em™" owing to their
different extents of stabilization of the n* orbital of the C°"C"N
ligand. Similar observations have been found when comparing 2
with 5 and 3 with 6, which are structural analogues of each other,
with 3 featuring the most red-shifted emission band peaking at ca.
730 nm due to the stronger electron-accepting ability of 1-thq to
further stabilize the n* orbital of the C*C”N ligand. These results
are found to be generally consistent with the electrochemical and
computational studies of the complexes. To gain further insights
into the photophysical properties of these gold(m) complexes,
nanosecond transient absorption (TA) measurements were
performed on the isomeric complexes 1 and 4 in degassed toluene
at 298 K (Fig. S2 and S3, ESI}). Both complexes display a very weak
ground-state bleaching at ca. 360 nm, a weak absorption band at
ca. 450 nm, and a moderately intense, broad absorption band at
ca. 530-750 nm. With reference to previous reports on the
tridentate ligand-containing gold(m) complexes,”™" the higher
energy TA band at ca. 450 nm can be assigned to the absorption
of the radical anion of the C*C”N ligand, while the lower energy
broad TA band can be assigned as the absorption of the carbazolyl
radical cations. The absorption decay lifetimes are found to be ca.
0.4 ps at 635 and 620 nm for 1 and 4, respectively, which are
comparable to their respective emission decay lifetimes in toluene
and are supportive to the excited-state origin for their emission
bands. It is noteworthy to mention that the radical anion of the
cyclometalating ligand could be stabilized by intramolecular
hydrogen bonding.> Given the presence of dipole-dipole
interaction between the sulfur and the hydrogen atoms in the
cyclometalating ligand of 1 (see below), it is believed that 1 would
have a higher stability than 2 in their excited states.

The emission behaviors of all the complexes in solid-state
thin films have been investigated. The normalized photolumi-
nescence (PL) spectra of all the complexes doped at 10 wt% and
those of 1 doped at 5-20 wt% in 1,3-bis(N-carbazolyl)benzene
(MCP) thin films at 298 K are shown in Fig. S4 (ESI), while the
normalized PL spectra of 2-6 doped at 5-20 wt% in MCP thin
films at 298 K are shown in Fig S5-S9 (ESIf). The emission
behaviors of these complexes in MCP thin films are found to
resemble that in the solution state; for instance, a bathochromic
shift of the emission maxima from 1 and 4 (ca. 562 nm) to 3 and
6 (ca. 600-614 nm) of the complexes doped at 10 wt% in MCP
is observed, which suggests that an interplay of different
N-heterocyclic moieties would give different luminescence
properties in this class of gold(m) complexes. Similar to the
previously reported analogues,®*” this class of complexes

This journal is © The Royal Society of Chemistry 2022
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Table 1 Luminescence data of 1-6

Complex Medium (7/K) Emission /ma/nm (to/ps) Pp kst ns/s
1 Toluene (298) 647 (0.3) 0.20 6.7 x 10° 2.7 x 10°
Solid (298) 603 (0.5)
Solid (77) 562, 588 (3.1)
Glass (77)* 563 (4.1)
Thin film (298)
11% v/v in m-CBP* 562 0.82
5 wt% in MCP 554 (3.3) 0.83 2.5 x 10° 5.2 x 10"
10 wt% in MCP’ 563 (2.5) 0.80 3.2 x 10° 8.0 x 10*
15 wt% in MCP 570 (2.5) 0.75 3.0 x 10° 1.0 x 10°
20 wt% in MCP 578 (1.5) 0.75 5.0 x 10° 1.7 x 10°
10 wt% in CBP/ 564 (2.1) 0.71 3.4 x 10° 1.4 x 10°
10 wt% in TCTA’ 566 (2.1) 0.64 3.0 x 10° 1.7 x 10°
10 wt% in TmPyPB/ 574 (1.5) 0.58 3.9 x 10° 2.8 x 10°
10 wt% in PMMA 581 (1.6) 0.47 2.9 x 10° 3.3 x 10°
2 Toluene (298) 690 (0.1) 0.04 4.0 x 10° 9.6 x 10°
Solid (298) 630 (0.2)
Solid (77) 614, 666 (0.9)
Glass (77)* 498, 536, 573 (58.4)
Thin film (298)
11% v/v in m-CBP* 602 0.43
5 wt% in MCP 592 (1.4) 0.60 4.3 x 10° 2.9 x 10°
10 wt% in MCP’ 594 (1.2) 0.58 4.8 x 10° 3.5 x 10°
15 wt% in MCP 596 (1.2) 0.54 4.5 x 10° 3.8 x 10°
20 wt% in MCP 604 (0.9) 0.50 5.6 x 10° 5.6 x 10°
3 Toluene (298) 727 (0.1) 0.02 2.0 x 10° 9.8 x 10°
Solid (298) 693 (1.2)
Solid (77) 636, 687 (2.7)
Glass (77)? 637 (4.4)
Thin film (298)
11% v/v in m-CBP* 615 0.41
5 wt% in MCP 604 (4.5) 0.57 1.3 x 10° 9.6 x 10*
10 wt% in MCP/ 614 (2.7) 0.52 1.9 x 10° 1.8 x 10°
15 wt% in MCP’ 620 (2.6) 0.47 1.8 x 10° 2.0 x 10°
20 wt% in MCP 628 (2.3) 0.43 1.9 x 10° 2.5 x 10°
4 Toluene (298) 635 (0.3) 0.22 7.3 x 10° 2.6 x 10°
Solid (298) 606 (0.4)
Solid (77) 556, 592 (3.2)
Glass (77)* 512, 553, 599 (3.9)
Thin film (298)
11% v/v in m-CBP* 558 0.56
5 wt% in MCP/ 530 sh, 557 (8.1) 0.81 1.0 x 10° 2.3 x 10*
10 wt% in MCP 561 (6.6) 0.77 1.2 x 10° 3.5 x 10
15 wt% in MCP/ 562 (6.1) 0.75 1.2 x 10° 4.1 x 10*
20 wt% in MCP 565 (4.7) 0.76 1.6 x 10° 5.1 x 10*
10 wt% in CBP/ 564 (3.5) 0.67 1.9 x 10° 9.4 x 10*
10 wt% in TCTA’ 566 (2.6) 0.56 2.2 x 10° 1.7 x 10°
10 wt% in TmPyPB 572 (2.1) 0.62 3.0 x 10° 1.8 x 10°
10 wt% in PMMA/ 578 (2.0) 0.43 2.2 x 10° 2.9 x 10°
5 Toluene (298) 671 (0.1) 0.06 6.0 x 10° 9.4 x 10°
Solid (298) 606 (0.2)
Solid (77) 591, 638 (1.8)
Glass (77)* 514, 558, 601 (2.9)
Thin film (298)
5 wt% in MCP| 580 (1.8) 0.71 3.9 x 10° 1.6 x 10°
10 wt% in MCP/ 589 (1.3) 0.57 4.4 x 10° 3.3 x 10°
15 wt% in MCP’ 593 (1.1) 0.51 4.6 x 10° 4.5 x 10°
20 wt% in MCP 599 (1.0) 0.47 4.7 x 10° 5.3 x 10°
6 Toluene (298) 710 (0.1) 0.03 3.0 x 10° 9.7 x 10°
Solid (298) 657 (0.6)
Solid (77) 635 (3.1)
Glass (77)7 626 (2.5)
Thin film (298)
5 wt% in MCP 594 (4.2) 0.56 1.3 x 10° 1.0 x 10°
10 wt% in MCP 600 (3.9) 0.57 1.5 x 10° 1.1 x 10°
15 wt% in MCP/ 609 (3.0) 0.47 1.6 x 10° 1.8 x 10°
20 wt% in MCP 619 (2.1) 0.39 1.9 x 10° 2.9 x 10°

“ The relative luminescence quantum yields of the gold(u) complexes in solutlon were measured at room temperature using quinine sulfate in
0.5 M H,S0, as the reference (excitation wavelength = 365 nm and @ = 0.546). ® &y, (film) of the gold(m) complexes doped in m-CBP or MCP excited
at a wavelength of 310 nm. “ Radiative decay rate constant determined from the equation k. = ®.n,,/7; non-radiative decay rate constant determined
from the equation ky, = (1 — ®ep)/t. ¢ Measured in EtOH-MeOH-CH,Cl, (40:10:1, v/v). ° Prepared by vacuum deposition./ Prepared by spin
coating a blend of complex:host in chloroform.
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Fig. 3 Emission spectra of the thin film of 20 wt% 1 doped in MCP upon
increasing the temperature from 77 to 320 K.

displays slight bathochromic shifts upon increasing the dopant
concentration, probably due to the change in the molecular
packing and polarity in the host matrix environment.*® It is
worth noting that shorter lifetimes in the range of 0.9-4.5 us are
found for all the complexes except 4, suggesting the alleviation of
triplet-triplet annihilation in the thin films. Additionally, a
thermally enhanced luminescence behavior is found in the
emission band upon increasing the temperature of these
gold(ur) complexes doped in solid-state thin films. The emission
spectra of the representative complex 1 doped in MCP at 20 wt%
upon increasing the temperature from 77 to 320 K and from 320
to 370 K are shown in Fig. 3 and Fig. S10 (ESI}), respectively.
Apparently, the intensity of the structureless emission band is
found to drastically increase by almost 5-fold from 77 to 320 K,
while the emission intensity gradually drops upon further
increasing the temperature from 320 to 370 K, indicating that
the non-radiative decay process becomes more efficient than
the thermally enhanced luminescence process when the
temperature is higher than 320 K. The excited-state lifetimes of
1 doped in MCP at 20 wt% have also been studied, which are
found to be almost unchanged in the range of 200 K (1.5 ps) to
320 K (1.4 ps), suggesting that the thermal upconversion process
is almost complete under these temperature conditions.>®
These, together with the AEg; 1, value of 0.004 eV computed by
time-dependent density functional theory (TDDFT) calculations
(see below), as well as the high k; on the order of 10° s~ in both
solution and solid-state thin films, are indicative of the TADF
behavior in the carbazolylgold(m) complex.*® Attempts to calculate
the AEs;t value by using both the conventional two-level
Boltzmann model and the Dias, Penfold and Monkman’s fitting
have also been performed; however, these methods might not be
the most suitable methods due to the involvement of the third
state, ie. *IL, in the present gold(m) complexes, especially at low
temperatures.

The emission properties of the representative complexes 1
and 4 doped in different host materials in solution-processed
thin films were also investigated. Fig. S11 (ESI¥) depicts the
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normalized emission spectra of 1 and 4 in different host
materials at 10 wt% dopant concentration. In general, both
complexes display bathochromic shifts upon changing the host
matrix from MCP to 4,4'-N,N’-dicarbazole-biphenyl (CBP) to
4,4’ 4"-tris(carbazol-9-yl)triphenylamine (TCTA) to 1,3,5-tri[(3-
pyridyl)-phen-3-yl]benzene (TmPyPB) to polymethyl methacrylate
(PMMA), which could be ascribed to the charge transfer nature
of the excited states and different polarities of the host
materials.*® From MCP to PMMA, the bathochromic shifts of
ca. 550 and 524 cm " were observed for 1 and 4, respectively,
accompanied by a drop of almost half of the PLQY. To gain
deeper insights into the nature of the excited states of the
complexes in solid-state thin films, time-resolved emission
studies were performed on 1 and 4 doped in MCP at the
5 wt% dopant concentration, and the corresponding normalized
emission spectra at 298 and 77 K are shown in Fig. 4, respectively.
In general, both complexes show structureless emission bands at
a time delay of 0 ps, but the emission bands gradually change to
more vibronic structured when the emission signals are collected
with a time delay from 2 to 150 ps. These results indicate the
involvement of a mixture of excited states in the solid-state thin
films, where these two excited states are close-lying in energy.
The longer-lived vibronic-structured emission is found to be in
line with its *IL excited state character, as illustrated in Fig. S12
(ESI#), showing the emission spectra of the thin films of the
corresponding chlorogold(ur) precursor complexes doped in MCP.
On the other hand, high PLQYs as high as 83% have been realized
in these complexes; more importantly, the PLQY remains at ca.
50% for red emission, which is much higher than that reported
for the previously reported red-emitting analogues (i.e. ca. 30%).>®
These findings demonstrate that through a delicate interplay of
the N-heterocycles, the emission energy of the complexes can be
readily tuned to span from yellow to red with high PLQYs,
representing a promising class of gold(m) emitters for OLED
applications.

Computational studies

To gain deeper insights into the electronic structures and the
nature of the absorption and emission origins of these thpy-
and thq-based gold(m) complexes, density functional theory
(DFT) and TDDFT calculations are performed on the selected
complexes, ie. 1, 3, 4 and 6. The optimized ground-state (S,)
geometries (front view) and the selected structural parameters
of the complexes are shown in Fig. S13 (ESIi), while the
optimized S, geometries (side view) of the complexes are shown
in Fig. S14 (ESILf). The Au-N(1) bonds in 3 and 6 are computed
to be ca. 2.253 A, which are significantly longer than those in 1
and 4 (ca. 2.160 A). In addition, the planes of the carbazole and
the C*C”N ligand in 3 and 6 are nearly orthogonal, while those
in 1 and 4 have a dihedral angle close to 70° due to the larger
steric repulsion between the carbazole and thq moieties in 3
and 6. It is also observed that the positional effect of the sulfur
atom can have an effect on the dihedral angle between the
planes of the N-heterocyclic moieties and that of the central
phenyl ring. As shown in Fig. S14 (ESI}), the planes of the 1-thpy
and 1-thq moieties in 1 and 3, respectively, are inclined at ca.
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Fig. 4 Normalized time-resolved emission spectra of (a) 1 and (b) 4 doped at 5 wt% in MCP at 298 K and 77 K.

2-8° to the same side, while those of the 2-thpy and 2-thq
moieties in 4 and 6, respectively, are inclined at ca. 10-20° to
the other side. Although this phenomenon may lead to a
slight perturbation of the molecular packing of the complexes
in the solid state, the positional effect of the sulfur atom seems
to be insignificant as observed from the molecular orientation
studies.

The first fifteen singlet excited states of 1, 3, 4 and 6,
computed by the TDDFT/conductor-like continuum model
(CPCM) method, are summarized in Table S4 (ESI%), and the
simulated UV-vis spectra, generated by Multiwfn,>* are shown
in Fig. S15-S18 (ESI:). Selected molecular orbitals involved in the
transitions are shown in Fig. $19-522 (ESIt). The absorption tails
computed beyond ca. 400 nm are mainly contributed by the
HOMO — LUMO excitation in 1 and 4 and by the HOMO-1 —
LUMO excitation in 3 and 6. For all the complexes, the HOMO
and HOMO-1 are predominantly the = orbitals localized on the
carbazole, while the LUMOs are the n* orbitals predominantly
localized on the central phenyl ring and the thpy or thq moieties
of the C*C”N ligand. Hence, the absorption tail can be assigned
as the LLCT [n(carbazole)—n*(C"C”N)] transition, which
supports the experimental energy trend of the absorption tails
and their spectral assignments. For all the complexes, the
intense absorption bands computed at ca. 340-370 nm are
mainly attributed to the HOMO-3 — LUMO excitation, where
the HOMO-3 is predominantly the m orbital on the C*C"N
ligand. Therefore, these absorption bands can be assigned as
the IL [r—n*(C"C”N)] transition with some charge transfer

This journal is © The Royal Society of Chemistry 2022

character from the phenyl rings to the thpy or thq moieties,
which is in line with the experimental observation.

The orbital energy diagram showing the frontier molecular
orbitals of 1, 3, 4 and 6 is shown in Fig. S23 (ESIi). In general,
there is no significant difference in the HOMO energies,
whereas the LUMO energy decreases from 4 (—2.16 eV) to 1
(—2.26 eV) to 6 (—2.32 €V) to 3 (—2.44 eV). The trend of the
HOMO and LUMO energies is in good agreement with the
results obtained by cyclic voltammetry, where the potentials for
oxidation are more or less the same and the reduction potential
is less negative upon going from 4 to 1 to 6 to 3 (Table S2, ESI¥).
The LUMO energies of 3 and 6 are in general lower than those
of 1 and 4 owing to the stabilization by the more conjugated
n-aromatic system in 3 and 6. In addition, it is observed that
the LUMO energy of 1 is lower than that of 4, while the LUMO
energy of 3 is lower than that of 6, indicating that the LUMO
energy is affected by the position of the sulfur atom. In 1 and 3,
the sulfur atoms on the 1-thpy and 1-thq moieties, respectively,
are pointing towards the central phenyl ring of the C*C"N
ligand. The distances between the sulfur atom and the hydrogen
atom on the central phenyl ring are 2.50 and 2.40 A, respectively,
in 1 and 3, rendering a dipole-dipole interaction between the
sulfur and the hydrogen atoms, which would lead to a higher
degree of planarization to stabilize the LUMO energy. On the
other hand, in 4 and 6, the sulfur atoms are pointing outward and
the dipole-dipole interactions are expected to be insignificant in
this case because the distances between the sulfur atom and the
hydrogen atom on the 2-thpy or 2-thq moieties are 3.04 and
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Fig. 5 The distances between the sulfur and hydrogen atoms in the N-heterocyclic moieties of (a) 1, (b) 3, (c) 4 and (d) 6 at the optimized ground-state

geometries.

2.85 A, respectively. The LUMOs of 4 and 6 may also be
destabilized by the steric repulsion between the hydrogen atoms
on the central phenyl ring and the 2-thpy or 2-thq moieties.
Similar observations have been found at their optimized T,
geometries. In this case, the presence of the dipole-dipole inter-
action in 1 and 3 would allow them to have a more stable radical
anion in their excited states than 4 and 6. Fig. 5 and Fig. 524 (ESLt)
illustrate the distances between the sulfur and hydrogen atoms in
the N-heterocyclic moieties of 1, 3, 4 and 6 at the optimized S, and
T, geometries, respectively. Overall, the HOMO-LUMO energy
gap decreases from 4 (2.94 eV) to 1 (2.83 eV) to 6 (2.82 eV) to 3
(2.70 eV), which is in good agreement with the experimental
trend. To sum up, the position of the sulfur atom plays an
important role in controlling the dipole-dipole interaction and
the steric repulsion within the complex, which would influence
the HOMO-LUMO energy gap and the molecular packing of the
complexes in the solid state.

To gain deeper insights into the nature of the emissive
states, the geometries of the lowest lying triplet excited state
(Ty) of 1, 3, 4 and 6 have been optimized with the unrestricted
UPBEO method. Their plots of the spin density are shown in
Fig. 525 (ESIt). In general, the spin density of all the complexes
is predominantly localized on the carbazolyl moiety, the central
phenyl ring and the thpy or thq moieties of the C*C”N ligand,
which supports the LLCT [r(carbazole) — n*(C*C"N)] character

288 | Mater. Horiz., 2022, 9, 281-293

in the emissive state. The emission wavelengths of 1, 3, 4 and 6,
approximated by the energy difference between the S, and T,
states at their corresponding optimized geometries, are sum-
marized in Table S5 (ESI). The calculated emission wavelength
shows a red shift on going from 4 (557 nm) to 1 (572 nm) to 6
(612 nm) to 3 (632 nm), which is in line with the experimental
trend observed in the emission spectra. The geometry of the
lowest lying singlet excited state (S;) of 1 has also been
optimized using TDDFT to gain further insights into the excited
states involved in the TADF process. The AEgr value of 1 is
computed to be 0.004 eV. The Cartesian coordinates of the
optimized S, and T, geometries of the complexes are shown in
Tables S6-S15 (ESIL).

Molecular orientation studies

In light of the recent interest in the horizontal orientation of
the complexes for enhancing the device performance,>>®
angular-dependent PL studies have been conducted on the
vacuum-deposited thin films of selective complexes 1-4. In this
study, 3,3’-di(9H-carbazol-9-yl)-1,1'-biphenyl (m-CBP) has been
selected as the host material owing to its random orientation in
a wide range of deposition temperatures,® such that any
preferential orientation in the thin films would solely be
induced by the present gold(m) complexes. Fig. 6 depicts the
normalized PL intensities as a function of emission angle for

This journal is © The Royal Society of Chemistry 2022
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Fig. 6 Angular-dependent PL intensities of the p-polarized light of 1-4
(11% v/v) in m-CBP thin films with 20 nm thickness.

the thin films. In general, the values S = —0.23 to S = —0.27 have
been found for 1, 3 and 4. Given that S = 0 indicates a random
orientation, while § = —0.50 represents a completely horizontal
orientation,®® these results imply that 1, 3 and 4 show a
preferential horizontal alignment in the m-CBP host matrix,
irrespective of the position of the sulfur atom (i.e. 1 vs. 4) or the
extended m-conjugation of the pyridyl moiety (i.e. 1 vs. 3).
On the other hand, the integration of —‘Bu groups into the
carbazole in 2 has resulted in S = —0.05, suggesting the nearly
random orientation of the complex. This could be due to the
perturbation of the molecular orientation in the host matrix by
the bulky —‘Bu groups, which consequently causes a drop of the
proportion of horizontally oriented gold(m) complex molecules
in the thin film doped with 2. Table 2 summarizes the
molecular orientation parameters of 1-4. Given that 0 is the
angle between the normal of a substrate and the transition
dipole moment vector (TDMV),”> § = —0.23 to S = —0.27 and S =
—0.05 correspond to @ of 0.82-0.85 and 0.70, respectively. It is
worth noting that a high ratio of the horizontal dipole to the
total dipole of the emitters (@) is advantageous for improving
the out-coupling efficiency ({) to overcome the theoretical limit
of ca. 20-22% for planar OLEDs,*>™’ as demonstrated in the
previously reported OLEDs based on the horizontally oriented
iridium(m) and platinum(i) complexes.”*'" More importantly,
the value of @ of up to 0.85 represents one of the highest values
in the reported literature among both the phosphorescent and
TADF emitters,”*>”%° demonstrating the promising potential of

Table 2 Molecular orientation parameters of 1-4

Complex Order parameter (S) 0°/° e’ (h:v)?

1 —0.24 65.4 0.83 0.83:0.16
2 —0.05 56.8 0.70 0.70:0.30
3 —0.23 64.9 0.82 0.82:0.18
4 —0.27 67.0 0.85 0.85:0.15

“ 0 represents the angle between the normal of a substrate and the
transition dipole moment vector and is calculated by the equation
3{cos?0) — 1
S = M, with the bracketed values (. ..) indicating an ensem-
ble average of (cos®d). From ref. 55.” @ represents the ratio of the
horizontal dipole to the total dipole of the emitters and is obtained by
the equation @:(1 — @) = (sin®0) : (cos®d) = h:v. From ref. 60 and 61.
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these gold(ur) complexes as the emitting material for realizing
high-performance OLEDs.

OLED fabrication and characterization

Solution-processed devices with the structure of indium tin
oxide (ITO)/poly(ethylene-dioxythioxythiophene):poly(styrene-
sulfonic acid) (PEDOT:PSS; 40 nm)/x% Au(ur):MCP (30 nm)/
tris[2,4,6-trimethyl-3-(pyridin-3-yl)phenyl]borane (3TPYMB;
5 nm)/1,3,5-tri[(3-pyridyl)phen-3-yl|benzene (TmPyPB; 40 nm)/
LiF (1 nm)/Al (100 nm) were prepared for the investigation of
the EL properties of these isomeric gold(ur) complexes, in which
the emissive layer was prepared by spin-coating a chloroform
solution of Au(m):MCP blend at different concentrations, i.e. 5,
10, 15, and 20 wt%. Fig S26 (ESIi) depicts the normalized EL
spectra of the solution-processed devices based on 15 wt% 1-6.
Apparently, all devices exhibit Gaussian-shaped emission
bands, in which their EL behavior resembles the PL spectra
of the complexes in both solution and solid-state thin films.
For instance, the employment of thq moieties in 3 and 6 results
in a significant red shift of the emission maxima of the devices.
The emission energy is found to be shifted from 564 nm in 1 to
620 nm in 3 when 1-thpy is replaced by the 1-thq moiety.
Similarly, a bathochromic shift of ca. 1600 cm ™' is observed
upon replacing 2-thpy in 4 (560 nm) by 2-thq in 6 (608 nm).
Fig. 7 and Table S16 (ESI) show the characteristics of the
solution-processed devices. Maximum current efficiencies (CE)
of 27.0 cd A" together with maximum EQEs of 8.6% has been
achieved for the devices made with 1 and 4.
Vacuum-deposited devices based on 1-5 have also been
prepared with the configuration of ITO/N,N’-bis(naphthalen-1-
yD)-N,N'-bis(phenyl)-2,2’-dimethylbenzidine («-NPD; 40 nm)/
4,4’ 4"-tris(carbazol-9-yl)triphenylamine (TCTA; 5 nm)/x %
Au(m):m-CBP (20 nm)/1,3,5-tris(6-(3-(pyridin-3-yl)phenyl)-pyridin-2-yl)
benzene (Tm3PyP26PyB; 50 nm)/LiF (1 nm)/Al (150 nm), in
which the emissive layer has been prepared by simultaneously
co-evaporating the respective gold(ur) complex and m-CBP at the
desired concentration, i.e. 2, 5, 8, 11 and 14% v/v. Fig. 8 shows
the normalized EL spectra and the respective EQEs of the
vacuum-deposited devices based on 1-5. These complexes
exhibit Gaussian-shaped EL bands, in which the EL behavior
shows excellent agreement with the PL spectra of the complexes
and the EL spectra of their corresponding solution-processed
devices. Yellow- to red-emitting vacuum-deposited gold (m)-
based devices have been realized, with maximum CEs reaching
41.6 cd A", power efficiencies reaching 37.3 Im W™, and EQEs
reaching 14.5% (see Table S17, ESI¥). Among the complexes
that exhibit preferential horizontal alignment (see above), the
high @ is anticipated to improve the out-coupling efficiency of
the corresponding devices to give higher EQEs, with 1 and 4
being higher than that of 2. On the other hand, an unusually
low EQE of 6.9% was found for the device made with 3.
This unusually low EQE may be ascribed to the deep electron
trapping in 3 due to its low-lying LUMO level of 3.07 eV.
This deep electron trapping inevitably results in a relatively
low EQE in the devices based on 3. Devices made with 6 had
also been fabricated; however, a poor performance was
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Fig. 8 (a) Normalized EL spectra and (b) plots of EQEs vs. current density of the vacuum-deposited devices based on 1-5.

obtained with an undesired emission band at ca. 454 nm.
Fig. S27 (ESIi) depicts the EL spectra of the vacuum-
deposited devices made with 6 at various brightness levels
from 0.5 to 90 cd m 2.

The operational stability of the vacuum-deposited devices
based on 1-5 was measured by accelerated tests at a constant
driving current density of 20 mA ecm >. Devices with the
configuration of ITO/dipyrazino[2,3-f:2',3’-h]|quinoxaline-2,3,6,7,10,
11-hexacarbonitrile (HAT-CN; 10 nm)/o-NPD (40 nm)/9,9',9"-
triphenyl-9H,9'H,9" H-3,3':6',3"-tercarbazole (TrisPCz; 10 nm)/11%
v/v Au(m):m-CBP (25 nm)/2,4,6-tris[3-(diphenylphosphinyl)phenyl]-
1,3,5-triazine (T2T; 10 nm)/2,7-di(2,2’-bipyridin-5-yl)triphenylene
(BPyTP2; 40 nm)/LiF (1 nm)/Al (150 nm) were fabricated and
encapsulated in a glovebox under nitrogen. Specifically, the
operational lifetimes of the devices at which the luminance
dropped to 70% of their initial value (LT;,) were measured. Fig. 9
shows the relative luminance (/L) of the gold(m)-based OLEDs as a
function of time, while Table S17 (ESIi) summarizes the device
lifetime data of 1-5. Apparently, the operational stabilities of the
vacuum-deposited devices significantly depend on the choice of
the N-heterocyclic moieties on the C*C*N ligand. With the
incorporation of 2-thpy in 4 and 5, the devices based on these
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Fig. 9 Relative luminance, L/Lo, of vacuum-deposited devices based
on 1-5 as a function of operation time projected at an initial luminance
of 100 cd cm ™2,

two complexes exhibited LT, values of 86 and 55 h at 100 cd m™?,

respectively. In sharp contrast, devices based on 1 and 2, which are
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incorporated with 1-thpy, demonstrate long LT, values of 63 258
and 15760 h at 100 cd m ™2, respectively. A long operational half-
lifetime (LTs,), Ze. the time at which the brightness of the device
dropped to its half value, of ca. 206 800 h has also been determined
for the device based on 1. This could be rationalized by the
relatively higher radical anion stability of 1-3. As supported by
computational studies, the position of the sulfur atom plays an
important role in controlling the dipole-dipole interaction and
the steric repulsion within the complex. In addition, the higher
robustness of 1-3 can be ascribed to the stability provided by the
resonance structures of the N-heterocyclic moieties. As shown in
Fig. S28 (ESIi), which depicts the resonance structures of 1-thpy
and 2-thpy moieties in the cyclometalating ligands, one more
resonance structure is found in 1-thpy when compared with
2-thpy, which leads to an increased overall delocalization of
electrons within the C*C"Ni.thpy) (0F Nthg) ligand. More
importantly, the electronegative nitrogen atom in one of the
resonance structures of 1-thpy can best accommodate the negative
charge, acquiring an octet of electrons, and thus rendering extra
stabilization to the 1-thpy moiety and can possibly account for the
higher intrinsic stability of 1-3. It is worth noting that a LTs, value
of ca. 206 800 h of the device based on 1 is much longer than those
based on structurally related pyridine- and isoquinoline-containing
gold(m) complexes (i.e. 66000 and 83 000 h, respectively),*> which
can also be rationalized by the more stable heteroatom-based
radical anion of 1 in the excited state.>® It should be highlighted
that the high horizontal dipole ratios (©) of ca. 0.83-0.85 are found
for both 1 and 4, irrespective of the position of the sulfur atom, as
confirmed in molecular orientation studies. Given that the LT,
value of the device based on 1 (63258 h) is almost three orders of
magnitude longer than that based on 4 (86 h), the isomeric effect is
believed to be more significant than the orientation effect of these
gold(m) complex molecules in governing the operational stability of
the fabricated devices. The device lifetime data of the solution-
processed device based on 1 are also recorded. The device shows an
estimated LT, value of 2600 h at 100 cd m ™2 (Fig. S29, ESIZ), which
is comparable with those of solution-processed devices based on
the iridium(m) system.®>®® Although the operational stability of the
devices in this work is not as outstanding as those of the best
reported and more well-established classes of phosphorescent and
TADF emitter-based OLEDs,** the operational lifetimes of the
present devices are one of the longest in this emerging and novel
class of gold(um) complexes. In particular, the device based on 1
displays the longest and most impressive operational lifetime as
well as the highest EQEs among all the reported orange-emitting
gold(m)-based devices.>>***>%> These results demonstrate the
promising potential of this class of carbazolylgold(m) complexes in
both solution-processed and vacuum-deposited OLED applications.

Conclusions

To conclude, a new class of carbazolylgold(m) complexes
containing isomeric N-heterocyclic moieties has been designed
and synthesized, in which their emission energies have been
effectively tuned to span from yellow to red. These gold(r)

This journal is © The Royal Society of Chemistry 2022
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complexes are found to exhibit high thermal stability, high
solubility in common organic solvents and high PLQYs of over
80% in solid-state thin films. The isomeric N-heterocyclic
moieties have been found to significantly perturb the photo-
physical, electrochemical and EL properties of the gold(m)
complexes. Notably, the use of 1-thpy and 1-thq rather than
2-thpy and 2-thq moieties can render an extra stabilization to
the gold(m) complexes, leading to long device operational
stability with a LT;, value of ca. 63200 h and a LTs, value of
ca. 206800 h at 100 cd m > in the gold(m)-based OLEDs.
Solution-processed and vacuum-deposited OLEDs based on
these complexes have also been realized, with the maximum
EQEs of 8.6% and 14.5%, respectively. It is anticipated that the
present work provides important insights into the development
of robust and highly luminescent gold(u) complexes, and the
identification of stable molecular motifs for designing efficient
emitters.
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